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Abstract: Carbon nanotubes (CNTs) have excellent performance, which means that they could be
better electrical conductors. However, the problem of the connection of CNTs to electrodes limits
their application. Particularly, improving connection efficiency while ensuring the quality of the
connection is a big challenge, because it is difficult to form Ohmic contact between CNTs and
electrodes. To address this issue, we propose the use of a femtosecond laser to irradiate the contact
surface between the CNTs and the electrodes to obtain a good connection quality and electrical
performance. At the same time, since the laser-induced connection acts on all the contact surfaces in
the irradiation area, the connection efficiency can be improved, which provides a new idea for the
large-scale preparation of the connection.
Keywords: carbon nanotubes; connection; laser-induced processing; contact resistance

1. Introduction
As a new type of one-dimensional nanomaterial, carbon nanotubes (CNTs) have been proved to
have excellent performance in electrical, mechanical and thermal fields, and have broad application
prospects in the manufacture of Micro-Nano devices [1,2]. However, the excellent electrical properties
of CNTs cannot be reflected very well due to the difficulty in forming a reliable Ohmic contact between
the CNTs and the electrodes in the preparation of the Micro-Nano devices. Therefore, the development
of Micro-Nano devices based on CNTs is restricted [3]. The main problem is that when the size of the
connection and the accuracy of the interconnection become more than a certain scale range, the energy
field law and connection principle of the connect process make a qualitative change due to the size
effect, which will seriously restrict the reliability and stability of CNTs-based electronic device connects.
In order to solve this problem, various physical or chemical methods have been explored to achieve
a connection [4–9]. For example, Li [10] obtained good results using rapid annealing to reduce the
electrical resistance of the contact surface between the CNTs and electrodes. However, the method may
damage the CNTs in a large area or cause damage to a circuit composed of low-melting-point material.
Kim [11] used electron beam-induced deposition (EBID) technology to deposit graphitized carbon,
which achieved Ohmic contact between end-opening multi-walled carbon nanotubes (MWCNTs) and
metal electrodes in the low temperature manufacturing process. However, because the deposition
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solder at a specific location is difficult to achieve and may affect certain circuits, it is hard to meet the
needs of large-scale fabrication with this method.
Laser beams have been used in the fabrication of Micro-Nano devices widely. They mainly
depend upon the thermal effect of laser to realize the connection between CNTs and the metal
electrodes. The connection effect obtained by laser irradiation has the advantages of smaller contact
resistance [12], higher stability and better mechanical properties, compared with other physical or
chemical methods [13–16]. However, the reduction of the size of the electrodes and the thickness
results in significant size effect [17]; therefore, the higher laser power radiates the thermal effect of the
metal surface to destroy the metal surface, which is unacceptable. A lower laser power does not form
enough heat accumulation on the surface to make a connection possible.
In this paper, we used femtosecond laser illumination to connect single-walled carbon nanotubes
(SWCNTs) and MWCNTs to the electrodes. The femtosecond laser pulse width is smaller than
the electron cooling time, making it possible to add significant energy to the target material before
mechanical or thermal responses can take place [18], and the damage of the surface morphology of
the electrode by heat accumulation can be avoided. At the same time, femtosecond laser irradiation
will cause Plasmon resonance on the metal surface, accelerating the atom diffusion inside the material,
thereby realizing the connection between the CNTs and the electrodes [19]. The characterization
and analysis of the experimental results show that under the irradiation of a femtosecond laser, both
SWCNTs and MWCNTs have a good connection with the electrodes. The resistance of the SWCNTs in
contact with the electrodes was tested, and the results showed that it was greatly reduced.
2. Experimental Details
Single-walled carbon nanotubes (SWCNTs) with a diameter of 1–2 nm from XFNANO Co. Ltd
(Nanjing, China). were used in this experiment, as were multi-walled carbon nanotubes (MWCNTs)
with a diameter of 30 nm to 50 nm. The purified CNTs were dispersed in a 1.5% mass fraction of
sodium dodecyl sulfate (SDS) solution, and they were ultrasonically vibrated by an Ultrasonic cell
grinder for 7 hours in a 20-degree water bath cooling to obtain a dispersed CNTs solution [20,21].
In order to obtain two metal electrodes, we grew a 500 nm thick silicon dioxide film on a 500 µm
thick silicon wafer (Tebo Technology Co. Ltd., Harbin, China) by Plasma enhanced chemical vapor
deposition (PECVD, ORION III, Trion Co. Ltd., Clearwater, FL, USA). Then, the pattern of the electrode
was etched on the polymethyl methacrylate (PMMA) using electron beam direct-write lithography
(EBL, CABL-9000CSX, CRESTEC Co. Ltd., Tokyo, Japan) on the silicon oxide film. The electrode pattern
is realized by two pieces of 120 * 120 pads connected by 180 µm -long and 80 µm wide lines. Thereafter,
100 nm thick metal Ni was sputtered by magnetron sputtering (Denton Co. Ltd., Moorestown, NJ,
USA), and then the metal adhered to the PMMA was peeled off to obtain a desired electrode [22,23].
The two metal electrodes were separated by a gap of 1 µm. The structure diagram is shown in Figure 1.
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Figure 2. SEM images of the surface after welding a large number of MWCNTs onto Au at a laser energy
Figure 2. SEM images of2 the surface after welding a large number of MWCNTs onto Au at a laser
density of 23.810mJ/cm ; (a) Surface topography of the irradiation (upper side) and non-irradiation
energy density of 23.810mJ/cm2; (a) Surface topography of the irradiation (upper side) and non(lower side) areas; (b) A view in which the partial area is enlarged in the un-irradiation area. The arrows
irradiation (lower side) areas; (b) A view in which the partial area is enlarged in the un-irradiation
in (c) indicate that some of the short ends of the MWCNTs protrude from the solder substrate.
area. The arrows in (c) indicate that some of the short ends of the MWCNTs protrude from the solder substrate.
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The mechanism of the laser-induced connection is explained as follows. Femtosecond (fs) laser
illumination combines high pulse intensity with ultrashort pulse duration, the metal and surrounding surface Plasmon resonance (SPR) in the irradiated region can be excited by appropriate power
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The mechanism of the laser-induced connection is explained as follows. Femtosecond (fs) laser
illumination combines high pulse intensity with ultrashort pulse duration, the metal and surrounding
surface Plasmon resonance (SPR) in the irradiated region can be excited by appropriate power
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irradiation [33,34]. Due to the Ohmic thermal effect of the metal, SPR will only generate local electric
field enhancement in a small area (sub-wavelength) [35]. When the oscillation frequency of the electron
coincides with the frequency of the incident light wave, resonance will occur [36,37]. In the resonance
state, the energy of the electromagnetic field transforms effectively into the collective vibrational energy
of free electrons on the metal surface, thereby accelerating the electron diffusion of the contact surface
between the CNTs and the metal electrodes [38]. At the same time, the surface of the electrode and
the ends of CNT form a stronger local thermal field than other regions under the femtosecond laser
irradiation, so that the surface at the edge of the metal electrode is slightly melted to form a molten
pool [13]. The CNTs are pressed into the molten pool under the action of laser light pressure [39].
When the laser irradiation is stopped, the CNTs rapidly anneal at the junction of the electrodes, thereby
firmly embedding the CNTs in the metal electrodes.
In order to evaluate the electrical properties of the contact before and after the connection,
we conducted electrical performance tests on the two ends of the contact between the CNTs and
the electrodes before and after the laser irradiation. We determined that there were a small number
of SWCNT bundles composed of multiple SWCNTs or individual SWCNTs and SWCNT bundles
connected together in the SDS solution in the experiment. After depositing on the electrodes,
the SWCNT bundles might bridge to the electrodes, which may have a certain degree of influence on
the test results. In this experiment, we used the method of SEM to observe the presence of SWCNT
bundles, irradiating the SWCNT bundles with a low energy density (about 7.619 mJ/cm2 , irradiation
duration of 60 s), so that the SWCNT bundles were destroyed, while the individual SWCNTs deposited
between the two electrodes was retained. It was found by SEM that a part of the SWCNTs bundle was
broken, and individual SWCNTs or stable SWCNT bundles basically remained, which ensured that
the test results were not affected by the quality of SWCNT bundles. Therefore, the “before irradiation”
mentioned in this article, unless otherwise specified, indicates that the state after the influence of the
SWCNT bundles has been removed. The removal of unstable SWCNTs by laser irradiation is still under
investigation. The resistance at both ends of the measured electrodes is typically several hundred
thousand ohms at room temperature before laser irradiation. After laser irradiation, the resistance is
reduced to tens of thousands of ohms to several thousand ohms.
For the purpose of investigating the effect of laser energy density on the connection effect, we used
different laser power parameters to irradiate the contact area and characterized the effect of connection
through the I-V curve. When the laser energy density is about 11.429 mJ/cm2 , the resistance at the
contact is reduced from 104 k to 34.2 k ohms. When the laser energy density increases to 13.810 mJ/cm2 ,
the resistance at the contact decreases 5.5 k ohms and then tends to saturate at 5.5 k ohms. Increasing
laser density continually, a certain degree of damage begins to occur at the edge of the metal electrode;
part of the CNTs are struck and thrown out, and the resistance at both ends of the electrode rises
sharply. Figure 4a shows an I-V plot of one of the samples before and after laser irradiation, where the
black line represents before laser irradiation and the red line represents after laser irradiation. It can
be very clearly observed that the contact resistance after laser irradiation has decreased significantly
compared to before laser irradiation. Figure 4b shows the change in resistance of multiple samples
before and after laser irradiation. The resistance of all CNTs to metal electrodes contact resistance is
based on the calculation of the I-V curve when the measured voltage is 5 V. It can be seen from the
figure that although the contact resistances of the samples are different, the contact resistance has
decreased to some extent after laser irradiation, indicating that the SWCNTs form a reliable connection
with the metal electrodes under laser irradiation. At the same time, measurements were carried out
after storage for 1 month under laboratory conditions at room temperature and atmospheric pressure,
and the results were almost unchanged, indicating that the contact points were stable in the air for
a long period of time. Figure 4c shows the tendency of the resistance change across the CNTs under
different laser energy irradiation.

SWCNTs form a reliable connection with the metal electrodes under laser irradiation. At the same
time, measurements were carried out after storage for 1 month under laboratory conditions at room
temperature and atmospheric pressure, and the results were almost unchanged, indicating that the
contact points were stable in the air for a long period of time. Figure 4c shows the tendency of the
Appl. Sci.
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