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Abstract: The development of biosensors for a range of analytes from small molecules to proteins
to oligonucleotides is an intensely active field. Detection methods based on electrochemistry or
on localized surface plasmon responses have advanced through using nanostructured electrodes
prepared by electrodeposition, which is capable of preparing a wide range of different structures.
Supported nanoparticles can be prepared by electrodeposition through applying fixed potentials,
cycling potentials, and fixed current methods. Nanoparticle sizes, shapes, and surface densities
can be controlled, and regular structures can be prepared by electrodeposition through templates.
The incorporation of multiple nanomaterials into composite films can take advantage of the superior
and potentially synergistic properties of each component. Nanostructured electrodes can provide
supports for enzymes, antibodies, or oligonucleotides for creating sensors against many targets in
areas such as genomic analysis, the detection of protein antigens, or the detection of small molecule
metabolites. Detection can also be performed using electrochemical methods, and the nanostructured
electrodes can greatly enhance electrochemical responses by carefully designed schemes. Biosensors
based on electrodeposited nanostructures can contribute to the advancement of many goals in
bioanalytical and clinical chemistry.
Keywords: nanomaterials; nanostructure; nanoparticle; electrodeposition; biosensor

1. Introduction
Electrodeposition can be used to form nanostructures on electrode surfaces, offering a wide
variety of morphologies such as supported isolated nanoparticles, regular structures formed on
templates, isolated nanostructures with high degrees of ramification or variable shapes, and complex
multicomponent composite structures. Each type of structure can present benefits for application
as a supporting material for biosensor development resulting from properties that increase surface
area, enhance electron transfer, support localized surface plasmons, or allow for improvements in the
oriented immobilization of complex biomolecules. An especially interesting feature of nanostructured
electrodes is their use as third-generation electrochemical biosensors, where a direct electron transfer
between the electrode surface and the redox centers of the immobilized biomolecules takes place,
as has recently been reviewed [1]. The formation of nanostructures by electrodeposition for use as
supports for biosensor development is the focus of this review. The formation of nanostructures by
alloy electrodeposition followed by dealloying to produce nanoporous gold and related materials
for biomolecule immobilization is another large field; however, this has been the subject of other
reviews [2,3], and thus is not a focus here. This review also does not focus on other applications
of electrodeposited nanostructures outside of biosensing, or on structures formed by electroless
deposition. The types of electrodes that are considered here fall into broad categories of spherical
or quasi-spherical nanoparticles that are directly electrodeposited onto a supporting electrode,
nanoparticles electrodeposited through or onto some form of template, electrodeposition carried
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out under conditions that produced ramified or dendritic morphologies, and the electrodeposition
of composite electrodes containing nanoparticles along with other components such as graphene or
polymers. Some of the systems described here may fall into more than one category, and have been
noted regarding their most dominant feature.
2. Biosensor Application of Electrodeposited Nanoparticles
The modification of electrodes with metallic nanoparticles, which are most frequently gold,
provides an increase in surface area, and for enzymes, it often promotes direct electron transfer between
the metal surface and the enzyme active site [1]. Approaches that do not involve electrodeposition
involve the immobilization of preformed gold nanoparticles onto the electrode surface, which is
often modified with the terminal amine group presenting self-assembled monolayers (SAMs) by
adsorption from solution [4,5]. The immobilization of preformed nanoparticles can also apply to the
nanoparticles of other metals, such as silver [6,7]. The direct formation of the gold nanoparticles on the
supporting electrode by the reduction of most commonly HAuCl4 dissolved in solution is an attractive
and convenient way to directly produce immobilized gold nanoparticles on an electrode surface [8].
The direct formation of nanoparticles of other metals requires the use of the appropriate precursor [9],
and for alloy nanoparticles, a mixed solution of precursors for each metal [10]. Adjustment of variables
and conditions can result in different outcomes for electrodeposition in terms of particle size, the
surface density of particles, and morphology. The supporting electrode material, composition of the
solution, temperature, and addition of structure-directing agents may all be varied. The electrochemical
method that is used (fixed potential, swept or cycled potential, constant current) can be varied along
with the time, potential limits, and scan rates.
2.1. Deposition at a Constant Potential for a Fixed Time Period
The formation of metal nanoparticles by electrodeposition at a constant applied potential for
a fixed period of time is a popular strategy. The electrodeposition potential for HAuCl4 to Au in
aqueous solution is 0.853 V (versus standard hydrogen electrode, SHE) [11]. Glassy carbon, which
has the advantage of a wide potential window [12], is a popular choice for the supporting electrode.
For example, a biosensor for the anti-cancer agent vinblastine was constructed by first electrodepositing
gold nanoparticles onto a glassy carbon electrode (GCE) [13]. Electrodeposition was carried out in
3 mM of HAuCl4 and 0.5 M of H2 SO4 at −0.20 V (versus Ag/AgCl) for 220 s. Scanning electron
microscopy (SEM, MIRA3, TESCAN, Brno–Kohoutovice, Czech Republic) revealed a layer of gold
nanoparticles of fairly uniform coverage; some of the nanoparticles were irregular in shape or in
contact with their neighbors, and each of them was about 20 nm in size, as shown in Figure 1.
The gold nanoparticles were then surface modified by 3-mercaptopropionic acid, which was
then covalently conjugated to tubulin using 1-ethyl-3-(3-dimethylaminopropyl) carbodiimide and
N-hydroxysuccinimide (EDC/NHS) coupling reagents. Using Faradaic electrochemical impedance
spectroscopy in phosphate buffer of pH 7.4 containing the redox probe 2.0 mM [Fe(CN)6 ]3−/4− , the
shift in charge transfer resistance versus vinblastine concentration was found to show two linear
regions, one from 0.4 to 12.0 nM, and another from 12.0 to 65.0 nM. The detection limit for vinblastine
was found to be 0.084 nM.
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range 10 to 1000 µM), and cumene hydroperoxide (detection limit = 3.6 µM, linear range 10 to 750 µM).
A biosensor for the antibiotic tetracycline was constructed by immobilized thiolated aptamer onto gold
nanoparticles directly electrodeposited onto GCE [17]. The gold nanoparticles were electrodeposited
at −0.2 V (versus saturated calomel electrode, SCE) from 3 mM of HAuCl4 for 200 s. The result was
coverage of the surface with irregularly shaped nanoparticles. Methylene blue redox indicator bound
to the aptamer was displaced by tetracycline, resulting in a decrease in the redox current. A detection
limit of 0.42 × 10−11 M was found, as was good recovery and the detection of tetracycline spiked into
milk at concentrations of 5 × 10−9 M, 5 × 10−7 M, and 5 × 10−5 M.
Gold nanoparticles electrodeposited onto gold electrodes have also been used as supports for
biosensor development. An electrochemical sensor for protein casein kinase II (CK2) activity was
constructed using gold nanoparticles electrodeposited onto a gold electrode [18]. The electrodeposition
was carried out at −0.2 V (versus Ag/AgCl) for 250 s in a solution of three mM of HAuCl4
containing 0.1 M of KNO3 . A substrate peptide (CDDDDDSDDDA) for carboxypeptidase Y (CPY)
was immobilized onto the gold nanoparticles. Phosphorylation of the substrate peptide hindered the
CPY activity, and the response of the [Fe(CN)6 ]3−/4− redox probe did not increase as much when
a phosphorylated substrate peptide was exposed to CPY as when a non-phosphorylated substrate
peptide was exposed to CPY. The scheme was used to determine an IC50 value of 39.77 nM for ellagic
acid, which is an inhibitor of CK2.
An electrodeposited film resembling nanoporous gold, but not requiring a dealloying process,
was formed by the electrodeposition of gold nanoparticles onto a Si surface onto which five nm of Ti
and 43 nm of Au had been deposited by magnetron sputter coating [19]. Electrodeposition from 10 mM
of HAuCl4 solution containing polyethylene glycol (PEG, 200 MW) at –1.3 V (versus Ag/AgCl) for 30 s
resulted in a 150-nm thick film of interconnected Au nanoparticles presenting pores of 30-nm diameter.
The electrode had a detection limit of 100 nM for the oxidation of dopamine in the presence of 10 µM
of ascorbic acid and 1 mM of uric acid, as determined using the peak currents from differential pulse
voltammetry (DPV) scans.
The electrodeposition of gold onto gold-coated glass slides by the application of two sequential
fixed potentials was found to result in a surface morphology resembling a pile of brick-like shapes [20].
The deposition condition of −1.2 V (versus Ag/AgCl) for 60 s, followed by –1.6 V for 30 s from 50 mM
of KAu(CN)2 in 0.25 M of Na2 CO3 was found to give localized surface plasmon absorbance, which
was measured in reflectivity experiments, and had a response of 100 ± 2 nm of RIU−1 (RIU = refractive
index units) and a figure of merit of 1.7. The binding of lectin concanavalin A to mixed SAMs of
a thiolated mannoside (8-mercaptooctyl α-D-mannopyranoside) and 3-mercapto-(triethyleneglycol)
caused a red shift of the plasmon absorbance, and the binding could be followed in real-time.
2.2. Electrodeposition during Potential Sweeps or Cycles
In many recent applications, gold nanoparticles were electrodeposited during potential sweeps
or multiple CV cycles. It has been proposed that the use of potential sweeps and cycles provides
better control over particle nucleation and growth, and results in a more regularly spaced deposition
of particles that are closer to uniformly shaped [21]. The potential limits, scan rate, and number of
cycles can all be adjusted in this approach in addition to the variables of choice of substrate and
solution composition. Figure 2 shows the SEM (S-4700, Hitachi, Tokyo, Japan) micrographs of gold
nanoparticles of different sizes deposited onto indium tin oxide (ITO) glass using potential cycling.
The plasmon absorbance spectra for these deposited nanoparticles are also shown. Three different
preparations of nanoparticles were supported. Electrodeposition by 20 cycles at 50 mV sec−1 between
0.3 V and −0.5 V (versus SCE) resulted in particles with an average size of 90 nm from a solution
of one mM of HAuCl4 at pH 2. The addition of 0.05 M of KCl to the solution increased the average
particle size under these conditions to 90 nm. Larger particles with an average size of 137 nm were
electrodeposited by applying 80 cycles at 0.05 mV sec−1 from 0.3 V to −0.85 V from one mM of HAuCl4
at pH 2. The refractive index sensitivity for the nanoparticles were 45 nm RIU−1 , 137 nm RIU−1 , and
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platinum nanoparticles were electrodeposited onto a seven-µm diameter carbon fiber electrode and
used as a support for HRP [24]. The Pt nanoparticles were electrodeposited by cycling the potential
between 100 mV and –250 mV (versus SCE) at 15 mV sec−1 in N2 saturated 4.7 mM of H2 PtCl6 in
0.50 M of H2 SO4 . After the deposition of a layer of chitosan, and activation with glutaraldehyde, HRP
was immobilized. The direct electron transfer of HRP was observed. A detection limit of 0.35 µM and
a linear range from 0.64 µM to 3.6 mM was observed for H2 O2 .
The electrodeposition of gold nanoparticles onto a gold electrode was used to make an
RNA aptasensor for cyclic adenosine monophosphate (cAMP) [25]. The gold nanoparticles were
electrodeposited by scanning from −0.2 V to −1.2 V (versus Ag/AgCl) in 2 mM of HAuCl4 in 0.1 M
of KCl. The thiolated RNA aptamer was immobilized, and mercaptohexanol was applied as both a
blocker and spacer. Using Faradaic impedance spectroscopy with the [Fe(CN)6 ]3−/4− redox probe,
a limit of detection of 50 pM for cAMP was achieved. An electrochemical immunosensor for Salmonella
pullorum was made using gold nanoparticles electrodeposited onto screen-printed carbon electrodes
(SPCE) [26]. The nanoparticles were electrodeposited onto SPCE by cycling the potential between
−1.5 V and 0.5 V (versus Ag/AgCl) at 25 mV sec−1 in a 100-µM HAuCl4 . The surfaces were then
modified by the deposition of an anti-S. pullorum antibody conjugated to HRP along with an ionic
liquid. In the presence of optimized concentrations of H2 O2 and thionine, the current due to enzyme
activity was amplified. The reduction in current upon the binding of bacteria to the surface was used
as the response, and a detection limit of 548 CFU mL−1 (CFU, colony forming units) was obtained.
Indium tin oxide (ITO)-coated glass is a highly attractive substrate for electrodeposition, as it
is optically transparent and useful for sensors based on localized surface plasmon resonance, and
is highly versatile, as has recently been reviewed [27]. Gold nanoparticles were electrodeposited
onto ITO-coated glass and used as a support for HRP to make an amperometric sensor for H2 O2 [28].
Electrodeposition was carried out by cycling the potential between −0.4 V and −1.3 V (versus SCE)
at 50 mV sec−1 for 20 cycles in a solution of two mM of K[Au(CN)2 ] in pH 8 phosphate buffer. SEM
(S-4700, Hitachi, Tokyo, Japan) revealed a high coverage of gold nanoparticles of near 25 nm in size
and of low size dispersion. Since the substrate is transparent, absorbance spectroscopy showed the
presence of a plasmon absorption peak at 540 nm. The gold nanoparticles were modified by cysteine,
and then, HRP was immobilized by adsorption. Direct electron transfer to the enzyme was observed.
The detection limit for H2 O2 was two µM, with a linear range from 8 µM to 30 mM. The direct
electrodeposition of gold nanoparticles onto an ITO-coated glass electrode was used to make a sensor
for morphine [29]. The deposition was done using CV between −0.3 V and −1.15 V for 60 cycles at
50 mV sec−1 from a solution of 0.12 M of K[Au(CN)2 ] in 0.02 M of phosphate buffer at 30 ± 1 ◦ C.
The nanoparticles formed were 25 to 30 nm and quasi-spherical in shape. Morphine was oxidized
readily, and a detection limit of 0.21 µM and a linear range for 0.8 to 16 µM were found.
Twinned Au nanoparticle structures were formed by electrodeposition onto ITO-coated glass
electrodes and used as localized surface plasmon resonance (LSPR) sensors [30]. Deposition to produce
twinned structures was done at 60 ◦ C and pH 2 by applying 20 cycles from 0.3 V to −0.7 V (versus SCE)
at 50 mV sec−1 from 0.1 mM of HAuCl4 and 0.1 M of KCl. For comparison, isolated Au nanoparticles
were electrodeposited onto ITO-coated glass at 30 ◦ C. The twinned Au nanoparticles were 60 nm in
size and appeared in chains of two or more with an average aggregation number of 2.3. The twinned
Au particles showed two plasmon absorbance peaks at 540 nm and 705 nm, which were assigned
as longitudinal and transverse, similar to what is seen for gold nanorods [31]. The 705-nm peak
was highly sensitive to refractive index change with a shift of 245 nm RIU−1 . When modified by
goat anti-IgG (Immunoglobulin G) monoclonal antibody, the binding of monoclonal IgG from a
500-ng mL−1 solution caused a 21-nm red shift as compared to only a five-nm red shift for isolated
Au nanoparticles. Additional study of these twinned structures showed that the longitudinal band
emerged at 10 cycles, and grew in prominence at 20 and 40 cycles; the deposition at 20 ◦ C did not result
in a longitudinal band, and hence no twinned structures; and that the lower potential limit of −0.7 V
was required for the appearance of the longitudinal band [32]. The size of the particles increased
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gradually with the number of deposition cycles, from 45 ± 7-nm at 10 cycles, and reaching 80 ± 8 nm
at 40 cycles.
Gold nanoparticles electrodeposited onto ITO-coated glass electrodes were subsequently coated
by a thin silver shell to improve their plasmon absorbance refractive index sensitivity [33]. Gold
nanoparticles were electrodeposited by applying 60 cycles in 0.1 mM of HAuCl4 at pH 2 between 0.3 V
and −0.5 V at 50 mV sec−1 , and then, a silver shell was electrodeposited by applying 20 cycles between
0–0.3 V in 0.02 mM of AgNO3 . The addition of a 0.7-nm silver shell was optimal for increasing the
refractive index sensitivity of the structure, and resulted in a five-nm blue-shift in the absorbance peak.
The average size of the deposited Au particles increased from 72 ± 12 nm to 89 ± 13 nm if 200 cycles
of Ag deposition were applied. The complimentary approach of electrodepositing Ag nanoparticles
onto ITO glass and then electrodepositing a 1.3-nm gold shell also enhanced the plasmon absorbance
refractive index response, from 123 nm RIU−1 for Ag nanoparticles to 230 nm RIU−1 for the silver
nanoparticles covered with a gold shell [34]. When Au nanoparticles were electrodeposited onto ITO
glassware, it was found that the larger ones with an average size of 130 nm had the highest plasmon
absorbance peak wavelength response to a refractive index change of 187 nm RIU−1 [21]. The plasmon
absorbance peak red shifted with increasing nanoparticle size, which was controlled by varying the
number of cycles of potential between 0.3 V and −0.5 V (versus SCE) from 10 to 20 to 40 cycles at
50 mV sec−1 . Cyclic voltammetry as an electrodeposition method was noted as superior to single
potential step methods for controlling nucleation and growth rates.
Au nanoparticles electrodeposited on ITO glass were found to show the electrocatalytic oxidation
of glucose [35]. The deposition was carried out from 0.12 mM of K[Au(CN)2 ] in 0.05 M of pH 7.4
phosphate buffer by cycling the potential from −0.3 V to lower limits of either −1.15 V, −1.20 V, or
−1.25 V (versus SCE) at 50 mV sec−1 . The particle size increased with a more negative lower limit,
from 20 to 30 nm at −1.15 V to 35 to 45 nm at −1.20 V and to 50 to 60 nm at −1.25 V. A linear range of
0.004 to 0.50 mM for glucose was achieved in 0.01 M of NaOH when the applied potential was 0 V.
2.3. Constant Current Deposition
Electrodeposition at either a fixed potential or during potential cycling are the two most widely
reported approaches, but constant current approaches have also been reported. Gold nanoparticles
deposited under conditions of fixed current density were prepared [36]. Electrodeposition was
performed onto ITO-coated glass electrodes from 2 mM of HAuCl4 in 0.2 M of HCl. At a current
density of 11 mA cm−2 , smaller nanoparticles near 14 nm were obtained, but lowering the current
density to 5.92 mA cm−2 gave larger nanoparticles near 18 nm. Increasing the total charge passed
increased the surface density of the nanoparticles. Electrocatalytic activity toward the oxidation of
ascorbic acid was observed. Platinum containing zinc oxide nanospheres were electrodeposited onto
GCE from a solution of 0.01 M of ZnO3 , 0.01 M of hexamethylenetetramine, and 0.01 M of H2 PtCl6
at 1 V (versus Hg/Hg2 SO4 ) and 7.073 mA cm−2 current for one hour [37]. The atomic percentage of
Pt in the structures was 2%. The electrodeposited structures showed separate 10 to 200-nm spherical
agglomerates on the surface of the first one and the overall diameter was 0.2 to 3.5 µm. Cholesterol
oxidase was physisorbed onto these structures to make an amperometric cholesterol biosensor based
on the detection of H2 O2 at +0.2 V. The sensor had a linear range of 0.5 to 15 µM of cholesterol, with a
maximum response at pH 6.8 and near 60 ◦ C, and retaining 95% activity after storage for 30 days.
2.4. Electrostatic Deposition
In some studies, the gold nanoparticles are prepared first, and then electrodeposited onto the
surface, with the applied potential promoting nanoparticle binding to the surface. For example,
one study reported the solution phase preparation of gold nanoparticles (average size = 31.9 nm as
determined by dynamic light scattering) by citrate reduction followed by their electrodeposition using
a combination of chronopotentiometry and CV [38]. In the reported process, chronopotentiometry was
used to vary the potential (versus Ag/AgCl) from 2.5 V to 0.2 V over 60 s followed by 90 cycles between
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−0.2 V and 0.8 V at 50 mV sec−1 . Scanning electron microscopy showed that the gold nanoparticles
were distributed on the surface as mostly uniform areas, but there were also some non-uniform areas.
The gold surfaces were then modified by SAMs of 11-mercaptoundecanoic acid, to which aptamers
were conjugated using EDC/NHS coupling chemistry. The aptamers were specific to HCT116 colon
cancer cells expressing carcinoembryonic antigen. A detection limit of six cancer cells mL−1 was
achieved by measuring the suppression of the redox current of the [Fe(CN)6 ]3−/4− redox probe upon
cell binding, and this response was linear up to 25 cancer cells mL−1 .
3. Biosensor Application of Nanostructures Electrodeposited onto a Template
Electrodeposition onto templates can produce uniquely regular nanostructures, either as
interconnected morphologies or as regular patterns of unique shapes. Some of the templates that have
been used to date include thin deposited films of colloidal particles that pack in a regular lattice or array,
such as polystyrene spheres or silica spheres, and anodic aluminum oxide membranes that present an
array of pores, masks, and templates specially prepared using photolithography. In principle, variation
of the template dimensions can be used to precisely vary the dimensions of the resulting nanostructure
and open up more possibilities for optimizing the analytical performance of the resulting biosensor.
3.1. Electrodeposition onto Regularly Packed Thin Films of Colloidal or Nanoscale Spheres
A popular and low-cost means of preparing an ordered template is the assembly of spherical
colloidal particles of polystyrene or silica into hexagonal close-packed arrays. Such arrays can vary
in the number of layers deposited on a substrate, and these layers can be produced by methods
including vertical deposition, spin coating, and dip coating [39]. The degree of order in these
arrays can be high, extending over centimeters with occasional defects. Following electrodeposition
into the interstices between the particles, the template of spheres can be dissolved and washed
away using solvent. The resulting macroporous metal structure has been achieved for gold and
platinum [40] and also for platinum, palladium, and cobalt [41]. The polystyrene spheres are produced
by emulsion polymerization, and are commercially available in a range of sizes. Through the colloidal
template approach, the surface area of the electrode and its morphology can be controlled in a
systematic way by varying the colloidal particle size, film thickness, and electrodeposition parameters.
Then, such an approach allows for clearer study of the relationship between electrode structure and
biosensor performance.
Macroporous platinum films were formed by electrodeposition onto a self-assembled layer
of polystyrene spheres, which is then followed by the use of solvent to remove the spheres [42].
A silicon wafer covered by a 200-nm layer of gold over a five-nm chromium adhesion layer was
prepared by thermal evaporation. Polystyrene spheres of 460-nm diameter were carefully spread
over a water–air interface, and then transferred by dip coating, with repeated transfers to build
up multiple layers of close-packed spheres. Then, electrodeposition was carried out by cycling the
potential from −0.18 V to 1.20 V (versus Ag/AgCl) at 175 mV sec−1 in a solution of five mM of
H2 PtCl6 , 0.2 M of H2 SO4 , and 35 mM of polyvinylpyrrolidone, which served to promote a uniformity
of deposition. After deposition, the template of polystyrene spheres was removed by Soxhlet extraction
in toluene. The amount of Pt that was electrodeposited was used to define layers; for example, it was a
‘three-fourths deposit’ if the platinum was as high off the surface as three-fourths of the diameter of a
polystyrene sphere or a seven-fourths deposit if the platinum was as high as 1.75 times the diameter of
a Pt sphere. The first layer of the structure showed interconnected pores, and the second layer had
pores connected to the first layer, which allowed for both horizontal and vertical fluid penetration.
Using an underpotential deposition of H2 , a roughness factor of 30.3 ± 1.0 was determined for the
seven-fourths deposit. Figure 3 shows SEM (Strata DB235, FEI Co., Hillsboro, OR, USA) images of
one-third, three-fourths, and seven-fourths deposits, along with an optical micrograph of an electrode.
For these structures, the roughness factor as measured electrochemically steadily increased, being 18.3,
24.9, and 30.3, respectively.
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of charge was passed, such as 0.1 C. The silica spheres were removed using aqueous hydrofluoric acid
(HF). The remaining structure resulted from the deposition of gold nanoparticles that were found to
have an average size of 4.09 nm in the interstices between the silica spheres, and was macroporous
and interconnected as a framework. Hemoglobin was adsorbed onto the structure over times up to
three hours. Using electrochemical impedance spectroscopy with the [Fe(CN)6 ]3−/4− redox probe, a
coverage of 88% was determined for the protein. Coverage of the gold surface by protein significantly
reduced the capacitance and also decreased the charge transfer rate constant of the redox probe. Direct
electron transfer between the Au nanoparticles of the framework and hemoglobin was observed, and
using the Laviron analysis [45], an electron transfer rate constant of 0.95 sec−1 was obtained.
Nanorings and split nanorings of a range of metals were formed by electrodeposition onto a special
template using a process referred to as lithographically-patterned nanoscale electrodeposition [46].
Gold nanorings produced by nanosphere lithography using vapor deposition were found to have a
superior refractive index response of 350 nm RIU−1 with a high figure of merit of 3.1, and were found to
give excellent performance as real-time sensors for DNA hybridization [47]. Hence, there is a significant
value to producing nanorings by the more straightforward approach of electrodeposition. Split
nanorings exhibit independently addressable plasmonic resonances, depending upon the polarization
of the incident light, and thus have attracted interest for use in multiplexed DNA sensing [48].
A monolayer of polystyrene beads was first spin-coated onto hydrophilic glass slides, and then
etched in oxygen plasma to reduce their size. Then, a 70-nm layer of silver was thermally evaporated
over the beads, and the beads were removed by sonication in toluene and then in acetone. Positive
photoresist was spin-coated over this nanohole array. To ultimately make nanorings, the photoresist
was backside exposed at normal incidence, or backside exposed at a variable angle to produce split
nanorings. Holes form in the photoresist upon development, and through those holes, a range of metals
were electrodeposited to produce nanorings or split nanorings, including nickel, cobalt, cadmium
selenide, and gold. The gap in the split nanorings increased with the increase in the angle of backside
exposure. The gold nanorings and split nanorings showed plasmonic absorbance in the near-infrared
tunable over a wide range that could potentially be applied to biosensor development. Nanoring
arrays were formed using this approach, for which the ring width and outer radius were varied [49].
When the outer radius increased from 285 to 400 nm, and the ring width was kept in the range of 125
to 155 nm, the plasmon resonance peak in the near infrared increased linearly with the increasing outer
diameter. The plasmon absorbance was tunable for nanorings made of gold, silver, or nickel. Figure 4
shows SEM (Magellan, FEI Co., Hillsboro, OR, USA) images of gold nanorings, which were created
using one-µm colloids.
3.2. Electrodeposition through Aluminum Oxide and other Templates
Aluminum anodized in polyprotic acid will generate aluminum oxide with pores parallel to
the surface whose diameter depends on the applied voltage and can range from 10 to 450 nm [50].
Each pore is part of a hexagonal domain of aluminum oxide [51]. The mechanism of pore formation
has been described, and involves breaking Al–O bonds and the release of Al3+ [52]. Gold nanotube
arrays or gold nanowire arrays were formed by galvanostatic (current controlled) electrodeposition
into an anodic aluminum oxide template with a 200-nm pore size and applied to non-enzymatic
glucose sensing [53]. The aluminum oxide templates were sputter coated with a 300-nm thick gold
layer. Electrodeposition was carried out at a constant current of 0.1 mA cm−2 in an electroplating
bath containing HAuCl4 , Na2 SO3 , ethylenediamminetetraacetic acid (EDTA), K2 HPO4 , and CoSO4 .
Electrodeposition at pH 9 resulted in nanowires that were two µm in length, but adjustment to pH
11 using KOH resulted in the formation of nanotubes with 50-nm openings. After etching away
the aluminum oxide template, the arrays were affixed to a GCE using Nafion. The gold nanotube
arrays when used at 0.25 V gave higher sensitivity than the nanowire arrays for glucose oxidation,
and achieved a detection limit of 2.1 µM and a linear range from five µM to 16.4 mM. In contrast,
the nanowire arrays gave a detection limit of 12.8 µM and a linear range from 20 µM to 15.2 mM.
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Figure 4. SEM images of Au nanorings created from one-µm colloids. (a) Low magnification image of a
domain of ordered nanorings. (b) Increased magnification of nanorings with outer radius = 330 ± 5 nm
and width = 135 ± 4 nm, and (c) the highest magnification of a single ring. Reproduced with permission
from ref. [49], Copyright 2013, American Chemical Society.

Electrodeposition was used to create gold nanowire arrays as a support for an enzymatic glucose
sensor in a flow-injection system [54]. Anodic aluminum oxide templates with a thickness of 16 µm
and 80-nm pores were used as templates. The gold wire nanoarrays were fixed onto a three-mm
diameter gold electrode using conductive carbon tape. The enzymes glucose oxidase and HRP were
cross-linked on the gold surfaces in the presence of bovine serum albumin (BSA). The composition
of enzymes and of BSA was optimized along with the pump time and sampling speed. The optimal
working potential was found to be 0.05 V (versus Ag/AgCl), and a detection limit of one µM was
achieved with a linear range from five to 1000 µM. The response of the electrode declined only 4% over
10 days, and 93% of the response remained after the determination of 40 samples. The regular spacing
and uniformity of size of the nanowires provided a structure into which the cross-linked enzymes and
proteins could become coated between and around the nanowires, as can be seen in Figure 5, which
shows the nanowire array before and after protein modification. The author pointed out the distinct
advantage of this arrangement for facilitating electron transfer between the nanowires and the active
enzyme sites.
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It was also noted that the use of the nanomask improved the thermal stability of the ensembleofof
particles, preventing coalescence at temperatures as high as 500 oC. The nanoparticles showed a
particles, preventing coalescence at temperatures as high as 500 ◦ C. The nanoparticles showed a
plasmon absorbance peak at 559 nm in air that red shifted when exposed to liquid media of higher
plasmon absorbance peak at 559 nm in air that red shifted when exposed to liquid media of higher
refractive index, which indicated that the nanoparticles were useful for application as localized
refractive index, which indicated that the nanoparticles were useful for application as localized surface
surface plasmon resonance biosensors.
plasmon resonance biosensors.
Gold nanotube arrays were also prepared by electrodeposition to make a biosensor for detecting
Gold nanotube arrays were also prepared by electrodeposition to make a biosensor for detecting
DNA from mycobacterium tuberculosis [58]. A polycarbonate membrane with 200-nm pores was
DNA from mycobacterium tuberculosis [58]. A polycarbonate membrane with 200-nm pores was
sputter coated on one side with a gold layer. Subsequently, Au was electrodeposited inside the
sputter coated on one side with a gold layer. Subsequently, Au was electrodeposited inside the
membrane at –1.0 V (versus Ag/AgCl) from a gold plating solution. The average length of the
membrane at −1.0 V (versus Ag/AgCl) from a gold plating solution. The average length of the
supported vertical nanotubes was 1.5 μm, and they were 200 nm in diameter. The authors noted that
supported vertical nanotubes was 1.5 µm, and they were 200 nm in diameter. The authors noted that
nanotube arrays produced by electrodeposition are less prone to deformation or bunching of
nanotube arrays produced by electrodeposition are less prone to deformation or bunching of nanotubes
nanotubes as compared to those produced by physical or chemical vapor deposition. The gold-coated
as compared to those produced by physical or chemical vapor deposition. The gold-coated membrane
membrane was then placed on a gold electrode using conducting paste, and an O-ring was used to
was then placed on a gold electrode using conducting paste, and an O-ring was used to position the
position the electrochemical cell. The polycarbonate template was dissolved using dichloromethane.
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papillomavirus (HPV) was developed by electrodeposition onto polycarbonate membranes also
In related work [60], a sensor for DNA from human papillomavirus (HPV) was developed by
presenting pores in the 150 to 200-nm size range, randomly arranged. The inner pores were surface
electrodeposition onto polycarbonate membranes also presenting pores in the 150 to 200-nm size range,
modified with 3-aminopropyltrimethoxysilane. A 20-nm layer of gold was sputter coated onto one
randomly arranged. The inner pores were surface modified with 3-aminopropyltrimethoxysilane.
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The electrodeposition of palladium inside a nanoporous gold (np-Au) electrode was used to
create an electrochemical biosensor for the neurotransmitter dopamine [61]. Nanoporous gold
provides an interconnected and continuous structure of high conductivity. The np-Au covered a 0.2mm diameter gold wire electrode with inter-ligament gaps of about 200 nm, and was then placed in
a solution of five mM of sodium dodecyl sulfate and 2.5 mM of PdCl2, and the potential was cycled
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interconnected and continuous structure of high conductivity. The np-Au covered a 0.2-mm diameter
gold wire electrode with inter-ligament gaps of about 200 nm, and was then placed in a solution of
five mM of sodium dodecyl sulfate and 2.5 mM of PdCl2 , and the potential was cycled between 0.2 V
and 1.2 V (versus SCE) to form a near 20-nm thick Pd coating inside the np-Au. The np-Au/Pd electrode
was found to be sensitive to dopamine oxidation as detected using differential pulse voltammetry with
a resulting sensitivity of 1.19 µA µM−1 , a detection limit of one µM, and a detection range of one to
220 µM. The electrode was found to be stable for up to 40 repetitions of use, and the dopamine signal
was not affected significantly by potential interferents such as ascorbic acid, uric acid, and others.
A complex nanostructured zinc oxide electrode coating based on a phospholipid template was
used to incorporate the enzymes alcohol dehydrogenase or glucose oxidase to make amperometric
sensors for ethanol or glucose operating with direct electron transfer [62]. The phospholipid
1,2-diplamitoyl-sn-glycero-3-phosphate (DPGP) was used to form lamellar bilayer structures for
templating the formation of lamellar mesoporous ZnO upon electrodeposition. DPGP at 0.02 wt% was
dissolved in 25 wt% of N-methyl-2-pyrrolidone (NMPD). Electrodeposition was carried out from the
0.02-M Zn(NO3 )2 solution with DPGP and NMPD, and also in the presence of enzyme at a four to one
weight ratio of DPGP/enzyme at −0.5 V (versus SCE) for 60 min onto gold plates. Electrodeposition
without enzyme resulted in a morphology of cross-linked flakes under SEM (S-4800, Hitachi, Tokyo,
Japan). Higher magnification transmission electron microscopy (TEM) (Tecnai G2 F20 S-Twin, FEI
Co., Hillsboro, OR, USA) showed that the flakes were lamellar stacks with a 0.436-nm repeat distance.
X-ray diffraction confirmed a 0.437-nm repeating lamellar phase of ZnO formed between DPGP
bilayers. Upon the addition of enzyme, the film changed to a smoother flat morphology, for a 200-nm
thick film, and TEM revealed arrays of 2.5 to 3.5-nm nanopores. The use of a lipid template was
proposed for providing a biocompatible environment, allowing successful electrodeposition with
protein. The enzyme-incorporating films showed a high level of direct electron transfer. For ethanol, a
detection limit of 2.1 µM was found, and for glucose, the detection limit was 3.6 µM.
Diatoms, the silica shell of microalgae, were electrodeposited together with gold onto screen-printed
carbon electrodes at a range of potential, time, and HAuCl4 concentration [63]. Diatoms and other
biominerals provide inorganic templates that already present porous microstructures requiring no
complex fabrication. Dendritic gold microstructures were observed on deposition at −1.0 V, but when
electrodeposition was carried out at −0.5 V, mostly 15 to 20-µm gold microspheres were observed. If
the HAuCl4 concentration was lowered from 0.60 M to 0.15 M and electrodeposition carried out at
−0.5 V, leafy morphologies were seen. The diatoms were immobilized intact and mixed in with
the gold microstructures. The modified electrode was found to be electrocatalytically active for the
oxidation of H2 O2 . The modified electrode was also used as a support for an immunoassay against the
toxin microcystin, which is found in drinking water, with an immobilized antibody and HRP-labeled
microcystin used for the assay. A recent study used coccoliths, which are biomineral shells isolated from
Emiliania huxleyi, a photosynthetic bacterium, as templates for the electrodeposition of gold to make
an aptamer-based sensor for vaspin, a 42.5-kDa adipose tissue-derived serine protease inhibitor [64].
The coccoliths were about four µm in size, with many pores able to provide an increased surface area.
The coccoliths were drop cast onto screen-printed gold electrodes, sputter coated with gold, and the
gold was electrodeposited at –1.2 V (versus Ag) from an HAuCl4 solution (concentration not given) for
70 s to create a roughened surface. The gold surfaces were modified with a first thiolated aptamer that
would bind vaspin; then, a second aptamer would bind from solution to create a sandwich structure of
vaspin between the two aptamers. The reduction in chronoamperometric current from five mM of
K3 [Fe(CN)6 ] with vaspin concentration in human serum was used to determine a limit of detection
of 2.58 nM for the electrodes modified first with the coccoliths. Without the increase in surface area
provided by the coccoliths, a limit of detection of 7.72 nM was found.
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4. Biosensor Application of Ramified or Dendritic Electrodeposited Structures
Dendritic structures that can form during crystallization from solution or electrodeposition form
on the basis of fast growth along one axis, which represents an energetically favorable crystallographic
face. The dendritic structures that often emerge under conditions of a stronger driving force for
deposition such as a more negative potential may require the addition of a structure-directing agent
that favorably adsorbs on a particular crystal face. In the case of gold surfaces, amine-containing
compounds would be frequent choices. Other observed morphologies have been classified as ‘fractal’,
which is meant to imply morphological self-similarity on multiple length scales [65]. The rapid growth
and advancement of an interface can lead to interfacial instability [66], and hence, the emergence of
ramified or irregular morphologies such as those referred to as ‘flower-like’. Electrodeposition has
been modeled theoretically [67], and has been the subject of computer simulations [68]. Ramified or
dendritic nanostructures provide an increased surface-to-volume ratio when particles of the same
volume of material are compared. The surfaces of such nanostructures will have regions or directions
of greater curvature that may allow larger molecules to pack in a less crowded manner, making
terminal functional groups or binding sites more accessible. For example, the deflection angle
between neighboring oligonucleotides has been calculated to be greater for small particles of greater
curvature [69]. Ramified or dendritic nanostructures will project further out into solution, such
that biomolecules may be more effectively presented for interaction with their binding partners or
substrates. Dendritic structures present a different distribution of crystal faces, and in the case of gold,
the Au (111) face is favored along the growth axis, and present in the structure to a greater extent than
for spherical gold nanoparticles [70].
4.1. Dendritic-Like Nanostructures
The electrodeposition of ‘ice-like’, dendritic gold nanostructures on a gold electrode was used to
construct a DNA sensor for an Enterococcus faecalis gene sequence [71]. Electrodeposition was carried
out at 0.0 V (versus Ag/AgCl) for 300 s in a solution of 0.5 M of H2 SO4 , 0.020 M of HAuCl4 , and
0.150 M of sorbitol. The fractal dimension of the nanostructures of 2.44 ± 0.19 was obtained by analysis
of the SEM (Mira 3-XMU, TESCAN, Brno–Kohoutovice, Czech Republic) images, and a roughness
factor of 9.5 was found. Thiolated DNA was immobilized onto the Au nanostructures, and pinholes
were filled using 6-mercapto-1-hexanol. The binding of the complimentary DNA strand, which was
released from the bacteria, was detected using DPV scans with toluidine blue as the redox probe, and
the higher binding affinity of redox probe for double-stranded DNA (dsDNA) over single-stranded
DNA (ssDNA). A limit of detection for the complimentary DNA strand of 4.7 × 10−20 mol L−1 that
was 25 nucleotides long was found with a range of detection from 1.0 × 10−17 to 1.0 × 10−10 mol L−1 .
The rapid and convenient preparation of dendritic gold nanostructures onto fluorine-doped
tin oxide (FTO)-coated glass was achieved from a solution of HAuCl4 containing 0.1 vol% of
3-aminopropyltriethoxysilane (3-APTS) as a structure-directing agent [72]. Electrodeposition was
carried out at −0.25 V (versus Ag/AgCl) for 300 s. 3-APTS forms a moderately strong bond to the Au
surface, preferring the Au(111) plane, and induces anisotropic growth and the formation of dendrites
that were not observed in its absence. The structures exhibited an electrocatalytic oxidation of glucose
and of H2 O2 .
Hyperbranched pine-like gold nanostructures were prepared on the surface of a gold electrode
by electrodeposition in a solution of 20 mM of HAuCl4 , 0.5 M of H2 SO4 , and 150 mM of histidine,
serving as a structure-directing agent [73]. Electrodeposition was at 0.0 V (versus Ag/AgCl) for 600 s.
The hyperbranched pine-like and dendritic morphology appeared to be composed of nanoparticles
that were 150 to 200 nm in size. Electrochemical determination of the real surface area using
the [Fe(CN)6 ]3−/4− redox probe and the Randles–Sevcik equation gave a roughness factor of 8.2.
The resulting electrode was found to be effective as a non-enzymatic sensor for glucose at a potential
of 70 mV, and had a limit of detection of 3.39 µM, and a linear range from 0.020 mM to 0.240 mM.
The sensor showed good selectivity against a range of interferents, including theophylline, lysine,
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methionine, histidine, xanthine, arginine, and ascorbic acid. The operating potential of 70 mV was
lower than others that had been reported.
Electrodeposited gold microstructures with nanoscale dendritic morphology were used as a sensor
for a glycoprotein HRP based on the carbohydrate–boronic acid interaction [74]. Electrodeposition
from 0.1 M of Na2 SO4 and 30 mM of HAuCl4 at −0.6 V (versus Ag/AgCl) for 400 s onto a gold
electrode produced dendritic forms that were microns in size, with dendritic morphology on the
nanoscale. The gold surfaces were modified with 4-mercaptophenylboronic acid. The interaction of
the boronic acid with cis-diols such as those found in the glycans on the glycoprotein resulted in the
formation of cyclic esters, thus binding the glycoprotein to the surface. The glycoprotein binding
reduced the current for gold oxidation near 1.2 V. A detection limit of 0.5 nM and a linear range from
2.5 nM to 25 mM was obtained using the reduction in the peak current for gold oxidation as the
sensing response.
Nickel hydroxide-covered copper dendrites were formed on a gold electrode surface and used as
a non-enzymatic glucose sensor [75]. The copper dendrites were formed by electrodeposition from
0.15 M of CuCl2 and 0.75 M of H2 SO4 at −0.5 V (versus Ag/AgCl) for five minutes. The primary stems
of the dendrite were 10 µm in length with branches 0.1 to 2.0 µm in length and 0.3 µm in diameter.
Nickel hydroxide was deposited using chronopotentiometry at a current of −0.1 mA cm−2 in a solution
of 0.1 M of Ni(NO3 )2 and 0.1 M of KNO3 for 10 min. Glucose detection was carried out at a potential
of 0.6 V in 0.1 M of NaOH. A detection limit of 0.24 µM and a linear range from one µM to 4.5 mM
were obtained, and the analysis both worked well for glucose spiked into human urine samples, and
was resistant to interferents such as urea, aspartic acid, ascorbic acid, dopamine, and uric acid.
Dendritic gold nanostructures formed by electrodeposition were used as the basis of a sensor for
superoxide [76]. At a constant current of −1.0 mA and for fixed times of either 300 s, 500 s, or 700 s,
gold was electrodeposited onto a GCE from a solution of five mM of HAuCl4 in one M of H2 SO4 . For a
700-second deposition, the surface was covered with dendritic gold structures. Using the gold oxide
stripping method, the surface area of 2.21 ± 0.01 cm2 was found, which was 31.6 times greater than the
geometric surface area for the GCE of 0.07 cm2 . Then, the gold structures were surface modified with
cysteine for the electrostatic immobilization of superoxide dismutase. Using the Laviron analysis [45]
based on peak current versus scan rate data from CV, a heterogeneous electron transfer coefficient of
10 ± 0.1 sec−1 was obtained, as well as a transfer coefficient of α = 0.5. Direct electron transfer was
seen between the enzyme and gold surface. Both the reduction and oxidation peak currents for the
immobilized enzyme increased upon the addition of superoxide. For a potential of 300 mV (versus
Ag/AgCl), a linear range from 0.05 to 440 µM was found, and at −200 mV, a linear range from 0.01 to
540 µM was found, along with a detection limit of 2.1 nM. Figure 7 shows SEM (JSM 7600, JEOL Ltd.,
Tokyo, Japan) images of these dendritic structures at different deposition times, along with an EDS
(energy dispersive spectroscopy) spectrum confirming their gold composition.
Gold nanostructures were formed on the surface of a gold disc electrode by electrodeposition
at −1.0 V (versus SCE) from 2.8 mM of HAuCl4 in 0.1 M of HClO4 for 600 s to form a support
for an amperometric H2 O2 sensor using immobilized hemoglobin [77]. At the –1.0 V potential,
hydrogen bubbles that formed on the surface served as a dynamic template, resulting in a surface
covered by networks of fine dendritic structures with macroporous openings. The roughness factor as
determined by the oxide stripping method in 0.5 M of H2 SO4 was 47.7. The gold surfaces were then
modified by a SAM of 3-mercaptopropylphosphonic acid and hemoglobin immobilized by adsorption.
The immobilized hemoglobin showed direct electron transfer and could be used as an amperometric
sensor for H2 O2 operating at −0.3 V with a detection limit of 25 nM and a linear range of 78 nM to
91 µM.
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Figure 7. Scanning electron microscopy images of the DenAu/GC (dendritic gold/glassy carbon)
electrodes with different electrodeposition times of 300 s (A), 500 s (B), and 700 s (C), and the energy
dispersive spectroscopy (EDS) spectrum (D) of the DenAu/GC electrode of 700 s. Reproduced with
permission from ref. [76], Copyright 2014, Elsevier.

Dendritic gold micro/nanostructures were formed by electrodeposition onto GCE and used as
a non-enzymatic sensor for glucose [78]. The deposition time, deposition potential, and HAuCl4
concentration were varied, and the effect of these on the deposit morphology examined. At 3600 s and
10 mM of HAuCl4 , deposition at 0.3 V (versus Ag/AgCl) produced uniform dispersed flower-like
and tetrahedral shapes made of nanoparticles that were three µm in size. The morphology changed
to denser flower-like structures at 0.1 V, to smaller dendritic clusters at –0.1 V, and to denser and
longer dendrites at −0.3 V that were microns in length and had feathery branches. Deposition
time under these conditions was also examined, and denser dendrites were observed at 5400 s and
7200 s. The morphologies were deemed consistent with growth by diffusion limited aggregation.
The conditions of electrodeposition from 10 mM of HAuCl4 , at −0.3 V, and for 3600 s were deemed
ideal for the electrocatalytic oxidation of glucose. An applied potential of 0.15 V was optimal for
detection, balancing sensitivity and stability, and a detection limit of 0.05 mM and a linear range from
0.1 to 25 mM were found.
Dendritic structures of CuNi were formed by electrodeposition onto copper foil and shown to
be useful as a potential non-enzymatic glucose sensor [79]. Electrodeposition was carried out from
solutions of 0.03 M of NiSO4 , 0.03 M of CuCl2 , and 0.1 M of Na2 SO4 at a series of potentials from
−0.6 V to −1.2 V (versus SCE) for 3600 s. Dendritic structures were obtained. Energy dispersive
spectroscopy (EDS) revealed that the Cu/Ni ration varied along the stem of the dendrites, increasing in
the direction of dendrite stem growth. Cyclic voltammetry in 0.1 M of NaOH and one mM of glucose
confirmed the electrocatalytic oxidation of glucose.
Dendritic gold nanostructures formed on GCE were used as a support for an aptamer-based
sandwich assay for thrombin [80]. Dendritic gold nanostructures were electrodeposited onto GCE at
−0.6 V (versus SCE) from 0.1 M of Na2 SO4 and 30 nM of HAuCl4 . Then, the surfaces were modified
by a thiolated anti-thrombin aptamer and 6-mercapto-1-hexanol. Also, 150-nm mesoporous silica
nanoparticles (MSN) were prepared, onto which eight-nm Au nanoparticles were formed, and these
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particles were loaded with thionine and also modified by the adsorption of an anti-thrombin aptamer.
The binding of thrombin to the electrode surface was followed by binding of the aptamer-modified
MSN, which allowed for thrombin detection using the detection of thionine using DPV. A detection
limit of 0.5 ng mL−1 for thrombin was achieved, as well as a log-linear range from 0.03 pM to
0.018 µM thrombin.
Dendritic gold micro/nanostructures grown on ITO-coated glass electrodes were demonstrated
as useful for DNA detection [81]. Gold structures were electrodeposited from 12 mM of HAuCl4 and
0.05 M of HClO4 at potentials ranging from 0.3 V to −0.3 V (versus Ag/AgCl) and times from two to
15 min. A comparison of structures deposited at a constant amount of charge passed of 0.2 C showed
a trend toward a more dendritic morphology as the deposition potential became more negative up
until −0.1 V; then, at −0.3 V, the structures appeared more irregular and less branched. The gold
surfaces were modified by a thiolated 18-mer complimentary DNA strand followed by treatment with
6-mercapto-1-hexanol. The binding of a target DNA, and subsequently a reported DNA bound to gold
nanoparticles, were monitored by using the electrochemical response of a bound methylene blue redox
indicator by square-wave voltammetry. The response has a log-linear range from 50 aM to one pM,
and a detection limit of 12 aM.
Dendritic silver structures formed on gold foil by electrodeposition were shown to have
electrocatalytic activity for the reduction of H2 O2 [82]. The dendritic structures were formed by
electrodeposition at −0.3 V (versus Ag/AgCl) at times of 10 s, 60 s, or 120 s. XRD confirmed that the
Ag dendrites were of crystalline silver. The dendrites were about eight µm long, with branches that
were 70 to 80 nm in diameter.
The electrodeposition of Au nanostructures in the presence of cysteine onto ITO-coated glass
was found to trend toward more bumpy and dendritic structures at longer deposition times [83].
The number of particles deposited in 60 s increased as the potential became more negative, from
16 µm−2 at zero V (versus Ag/AgCl), to 160 µm−2 at −0.3 V, and to 400 µm−2 at −0.5 V. Deposition
was carried out from 0.5 M of H2 SO4 with 2 mM of NaAuCl4 and 0.125 mM of L-cysteine as a
structure-directing agent. The size decreased with more negative potential from 83 ± 38 nm at zero V,
to 39 ± 13 nm at −0.3 V, and to 22 ± 9 nm at −0.5 V. The gold nuclei clearly form more rapidly at
lower applied potential, as expected. Deposition at zero V and at longer times up to 1800 s resulted
in a trend in morphology to bumpy, and then ultimately dendritic structures. The bumpy structures
formed at 60 s had a plasmon absorbance peak refractive index sensitivity of 163 nm of RIU−1 .
4.2. Nanostructures Described as ‘Flower-Like’, Irregular, of Unusual Morphology
A nanostructure formed on gold electrodes by first electrodepositing gold nanocorrals followed
by electrodepositing platinum nanoflowers provided an amperometric H2 O2 sensor of good sensitivity
operating at a low potential [84]. Gold nanocorrals that were formed by electrodeposition at −3.0 V
(versus Ag/AgCl) in solution of 0.01 M of HAuCl4 and 2.5 M of NH4 Cl for 120 s were created by
using the hydrogen bubbles formed at this highly negative potential as a template [85]. The resulting
nanocorrals were examined by SEM (Merlin, Carl Zeiss AG, Oberkochen, Germany) and showed
a honeycomb-like structure of large pores of ~50 µm whose walls were an agglomeration of small
gold nanoparticles that formed in the interstitial spaces between the hydrogen bubbles, which then
detach and leave behind a porous structure. In order to achieve these structures, it was noted that a
low concentration of HAuCl4 was required, because otherwise, dendrites would form. The platinum
nanoflowers were formed on the gold nanocorrals by electrodeposition in 25 mM of H2 PtCl6 and
50 mM of H2 SO4 at –1 V for 90 s, while platinum nanospheres would form on the gold nanocorrals
if electrodeposition took place in a solution of 25 mM of K2 PtCl4 and 50 mM of H2 SO4 at −0.2 V for
200 s. The gold nanocorrals decorated with platinum nanoflowers had the superior sensitivity for the
oxidation of H2 O2 at a potential of 0.15 V. Glucose oxidase was immobilized by cross-linking with
glutaraldehyde to make a first-generation glucose biosensor with a linear range of 0.01 to 2.0 mM and
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good sensitivity. Figure 8 shows SEM images of gold nanocorrals alone and decorated with platinum
nanoflowers
and
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Figure 8. SEM images of (a) Au nanocorals, (b) Au nanocorals with Pt nanoflowers (–1 V for 90 s
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resulted in flower-like deposits 100 to 150 nm in size and with XRD patterns that had a dominant
Au(111) peak in addition to Au(200) and Au(220) peaks. In contrast, electrodeposition at the same
potential from 0.2 mM of HAuCl4 gave spherical nanoparticles that were 70 to 100 nm in size for
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flower-like deposits 100 to 150 nm in size and with XRD patterns that had a dominant Au(111) peak
in addition to Au(200) and Au(220) peaks. In contrast, electrodeposition at the same potential from
0.2 mM of HAuCl4 gave spherical nanoparticles that were 70 to 100 nm in size for which the Au(111)
XRD peak was smaller than in the flower-like structures. Changing the deposition potential to −0.1 V
with 2 mM of HAuCl4 resulted in convex nanoparticles with a grain size of 150 to 200 nm, and yet
less intense Au(111) XRD peaks. Cyclic voltammetry of the three nanostructures showed differing
contributions of oxidation peaks at +1.1 V due to Au(200) or Au(220) crystal facets and at +1.4 V due
to Au(111) facets. For immobilized hemoglobin, which was analyzed using the Laviron analysis of
the cyclic voltammetry data, resulted in different electron transfer rates of 0.34 sec−1 , 0.16 sec−1 , and
0.13 sec−1 on flower-like, spherical, and convex nanoparticles, respectively.
Platinum nanopetal structures were formed by electrodeposition onto either Pt screen-printed
electrodes or platinum electrodes, and used to make a glucose sensor based on the detection of H2 O2
produced by the enzyme glucose oxidase [88]. Electrodeposition parameters regarding concentration,
potential, and time were systematically varied for electrodeposition from solutions of H2 PtCl6 in
H2 SO4 or for K2 PtCl4 in H2 SO4 . Electrodeposition at –1.0 V (versus Ag pseudoreference) from 25 mM
of H2 PtCl6 and 50 mM of H2 SO4 gave nanopetals with a size of 68 ± 20 nm. Electrodeposition from
25 mM of K2 PtCl4 and 50 mM of H2 SO4 at −0.2 V resulted in regular nanospheres with a size of
52 ± 18 nm. Lowering the potential to −2.0 V resulted in the formation of nanopetals from the K2 PtCl4
solution. Hybrid structures made by electrodepositing nanopetals over the nanospheres were found
to be the most sensitive for the non-enzymatic amperometric detection of glucose. Glucose oxidase
immobilized by casting from a solution containing glutaraldehyde resulted in a first-generation (H2 O2
detection) glucose sensor operating at +0.7 V (versus Ag/AgCl). The Pt nanopetals were covered by a
K+ sensitive polyvinyl chloride membrane, and used as an ion-selective electrode to detect K+ released
by cells undergoing osmotic shock [89].
Flower-shaped gold nanostructures were formed by electrodeposition onto silanized ITO-coated
glass electrodes, and found to be sensitive substrates for the detection of dopamine by surface-enhanced
Raman spectroscopy [90]. The ITO-coated glass was first silanized with a monolayer of
aminopropyltrimethoxysilane followed by electrodeposition using a two-second nucleation step
at 0.7 V (versus SCE) followed by 600 s at −0.4 V from 0.5 to 1.0 mM of HAuCl4 . The result was gold
‘nanoflower’ shapes with a size of 300 to 600 nm.
Hierarchical gold nanostructures were formed by electrodeposition in which the pH of the
solution and the temperature were used to control the morphology [91]. From 5 mM of HAuCl4 ,
deposition at 0.5 V (versus SCE) onto GCE for 10 min at pH 2–3 gave popcorn-like morphologies that
were aggregates of nanocrystals. At pH 4, deposition produced waxberry nanostructures that were
600 nm in size and made of 30 nm nanocrystals. Deposition at 40 ◦ C gave waxberry nanostructures
of 1 µm size with some nanoparticles linking in between. At pH 6, irregular structures were formed.
The change in pH favored different Au complexes in solution with different redox potentials and
growth rates, with AuCl4 − dominant at lower pH and Au(OH)4 − at higher pH. The structures formed
at pH 4 and 40 ◦ C were very active for the electrocatalytic oxidation of glucose, with detection at 0.36 V
giving a linear range from two to 38 mM and a detection limit of 4 µM.
Anisotropic Au nanoparticles were formed by electrodeposition and used as a support for a DNA
sensor for Trichomonas Vaginalis [92]. The nanoparticles were formed by electrodeposition from 0.5 M
of H2 SO4 with 20 mM of HAuCl4 and 150 mM of phenobarbital at 0.0 V (versus Ag/AgCl) for 300 s.
The modification of the surface with the anisotropic Au nanoparticles resulted in a roughness factor of
6.0. The gold surfaces were modified with a thiolated probe oligonucleotide and mercaptohexanol.
The toluidine blue redox probe that binds preferentially to dsDNA was used together with DPV, and
a detection limit of 3.1 × 10−20 M and a log-linear range of 1.0 × 10−19 M – 1.0 × 10−12 M for the
complementary strand were achieved. The anisotropic Au nanoparticles were also used as support
for a DNA sensor for Leishmania infantum [93]. In contrast, the use of the polyamine spermidine as
a structure-directing agent resulted in the formation of gold nanoleaves on a gold electrode surface
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for modification by a thiolated DNA probe for detection of Leishmania major using differential pulse
voltammetry and the methylene blue redox probe [94]. A detection limit of 1.8 × 10−20 M was found
for a synthetic complimentary strand, and a detection limit of 0.07 ng mL−1 was found for the genomic
DNA from the protozoa.
Using cadaverine (1,5-pentanediammine) as a structure-directing agent, hairbrush-like gold
nanostructures were formed by electrodeposition and used as a platform for an aptamer-based sensor
for a prostate-specific antigen [95]. The deposition onto a gold electrode was carried out from 500 mM
of H2 SO4 , 150 mM of cadaverine, and 20 mM of HAuCl4 at zero V (versus Ag/AgCl) for 600 s.
The surface that was produced consisted of hairbrush-like rods that were made of 30 to 150-nm
spindles. The thiolated aptamer against prostate specific antigen (PSA) was immobilized along with
6-mercapto-1-hexanol. The binding of PSA to the aptamer resulted in a change in its folding, bringing
the redox probe methylene blue closer to the electrode surface and resulting in an increase in peak
current in DPV. A linear range for PSA detection from 0.125 to 125 ng mL−1 , and a detection limit of
0.04 ng mL−1 was achieved.
Fractal tree-like nanostructures formed by electrodeposition onto ITO-coated glass were first
modified by a polyelectrolyte layer that was formed by alternating the deposition of anionic
polystrene sulfonate and poly(diallydimethylammonium chloride), and then used as the support
for a sensor for human apolipoprotein E4, which is of diagnostic value for Alzheimer’s disease [96].
The electrodeposition was done for 1800 s from 10 mg mL−1 of HAuCl4 in 0.5 M of H2 SO4 at −1800 mV
(versus Ag/AgCl). The fractal shapes were five to 10 µm in length, had an overall height of 15 to
26 µm, and were composed of many ~10-nm nanoparticles. Antibodies against the APOE-4 isoform
were immobilized on the gold surfaces by adsorption. The APOE-4 protein would bind between the
surface-immobilized antibodies and antibodies conjugated to HRP. Detection, using the addition of
H2 O2 and hydroquinone as a mediator, gave a detection limit of 0.3 ng mL−1 .
Fractal-shaped gold nanostructures with high ramification were found to be more efficient at
capturing cancer cells than less ramified structures [97]. The structures were deposited onto ITO-coated
glass that was precoated with a layer of poly(acrylic acid) and poly(ethylenimine) at either −0.1 V,
−0.15 V, or −0.3 V (versus Ag/AgCl) for 180 min or 30 min from one mg mL−1 of HAuCl4 . The most
ramified structures were produced at −0.3 V and 30 min. The structures were about five µm in size,
and were characterized by a fractal dimension by image analysis. The surfaces were modified with
a thiol–PEG–biotin derivative to which streptavidin would bind, and then, a biotinylated antibody
against EpCam as well. Epcam is overexpressed on the surface of cancer cells, and the most ramified
gold structures had the highest efficiency regarding the capture of MCF7 breast cancer cells.
The electrodeposition of gold nanospikes onto Au-coated Si wafers resulted in substrates
with great anti-bacterial efficiency [98]. Electrodeposition from 6.8-mM HAuCl4 and one mM of
Pb(CH3 COO)2 resulted in the formation of nanospikes, which were characterized by their spacing,
height, cap radius, base radius, surface density, and roughness. Increasing deposition time at 0.05 V
(versus Ag/AgCl) over 260 s, 540 s, 720 s, and 900 s resulted in increases in all of the geometric
parameters, but a decrease in the surface density. At the longest deposition time, the nanospikes were
555 ± 214 nm in height and had a 103 ± 82 cap radius. For the nanospikes deposited at a time of 540 s,
a near 90% efficiency for killing P. Aeurunginosa bacteria was observed.
4.3. Electrodeposition of Single Ramified Nanostructures Through Apertures
Electrodeposition through microscale apertures enables the possibility of creating arrays of
individually addressable nanostructures. The study of individual nanostructures allows insight into
the relation between their size and morphology and their analytical response. The electrodeposition
of nanostructured gold microdeposits onto a gold surface through 10-µm apertures produced using
photolithography was studied as a function of gold ion concentration, solution viscosity, and deposition
potential in order to determine the conditions that would lead to an optimal response for the
electrochemical detection of DNA hybridization (duplex formation) [99]. It was reasoned that the
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larger areas of structures that protruded out into solution would increase the frequency of biomolecular
encounters and also make the transport of redox probes more efficient by radial diffusion. The quantity
of gold that was deposited was kept constant across all of the structures by adjusting the deposition
time. The concentration of HAuCl4 was varied from one to 500 mM in 0.5 M of HCl. Using 50 mM
of HAuCl4 , the potential was varied from 500 mV to −700 mV. Viscosity was varied by preparing
the solution to be up to 75% glycerol, with electrodeposition carried out at zero V and in 50 mM of
HAuCl4 . Depending on the conditions, the electrodeposited structures were classified as roughened
hemispheres, twinned leaves, pentagonal needles, or amorphous growth. As the concentration of
HAuCl4 increased, the morphology of the electrodeposited structures evolved from rounded but
with distinct lobes to leaf-like and covered with geometric patterns, and then to needles that became
smoother at high concentrations. An increase in the viscosity of the solution resulted in more compact
structures. Variation of the electrodeposition potential resulted in an evolution in morphology from
hemispherical to needle-like to spiky to flaky. Then, the structures were surface modified with a
thiolated DNA strand, and hybridization was monitored using methylene blue as a redox probe.
The rate of DNA hybridization was fastest on the finer, spiky nanostructures.
Nanostructured microelectrode arrays of Pd were fabricated by electrodeposition and used as
DNA sensors [100,101]. The single nanostructures were grown onto gold surfaces exposed through
500-nm apertures produced using photolithography on a SiO2 layer on a gold-coated silicon chip.
The parameters of H2 PdCl4 concentration, electrolyte solution, deposition potential, and time were
varied to produce structures of about 10 µm in size, which were classified either as smooth, moderately
rough (nanostructured on a 100 to 300-nm length scale), or finely rough (nanostructured on a 20
to 50-nm length scale). The structures were surface modified by a thiolated peptide nucleic acid
that was chosen for its neutral charge, which enhanced the response of the reporter system redox
probes. The binding of a complimentary 20-mer DNA strand was monitored using an electrocatalytic
reporter system consisting of 10 µM of [Ru(NH3 )6 ]3+ and four µM of [Fe(CN)6 ]3– . The electrode
array had eight individually addressable nanostructures exhibiting ideal microelectrode behaviors.
The finely rough nanostructures had the lowest detection limit of 10 aM for the complimentary DNA
strand with a log-linear range from one to 100 aM. The hybridization kinetics were fastest on the
finely rough nanostructures. A change in the Pd particle structure from smooth to nanostructured
reduced the detection limit for 20-mer DNA from 100 fM to one fM [102]. The Pd nanostructured
microelectrode arrays were also modified with peptide nucleic acids and applied to the detection
of gene fusion sequences that are unique to prostate cancer and were taken from prostate cancer
tissue [103]. A study comparing the hybridization efficiency and ssDNA surface coverage on the extent
of the nanostructuring of the Pd surface found that the most nanostructured surface had the highest
hybridization efficiency, and that the hybridization efficiency on a spherical surface was very low [104].
Figure 9 shows SEM images of the individual palladium nanostructures, which were classified as
smooth, moderately nanostructured, and highly nanostructured.
Nanostructured microelectrode arrays of gold were fabricated in a similar manner and used to
detect mRNA in the form of a gene fusion from chronic myeloid leukemia [105]. The apertures through
which the electrodeposition was done were five µm in size, and 100-µm spiky and dendritic structures
were formed. Electrodeposition was conducted at 0 V for 175 s from 20 mM of HAuCl4 in 0.5 M of HCl.
The surfaces were modified by a thiolated peptide nucleic acid probe and 6-mercapto-1-hexanol. Using
the catalytic reporter system of 10 µM of [Ru(NH3 )6 ]3+ and four µM of Fe(CN)6 3− , it was possible to
detect the mRNA from as few as 10 lysed cancer cells using DPV.
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graphene or carbon nanotubes allows for enhanced conductivity within the structure. Graphene, with
its superior conductivity and electron transfer capacity, is a recent and popular choice, as are carbon
nanotubes. Prussian blue, when deposited along with metallic nanoparticles, improves electrocatalytic
properties. Conducting polymers can also aid the conductivity and electronic properties of electrode
coatings. Other polymers including Nafion or chitosan may improve the film-forming ability and
stability of protected components.
5.1. Composite Electrodes Containing Carbon Nanomaterials
A composite nanostructured layer containing copper nanoparticles, multiwalled carbon nanotubes
(MWCNT), and chitosan was formed on gold wire electrodes as a support for a biosensor based on
sarcosine oxidase [109]. Carboxylated MWCNT (c-MWCNT) dispersed in 3:1 H2 SO4 :HNO3 were
mixed with an aqueous solution of EDC and NHS of pH 6.0. Chitosan was electropolymerized onto
the gold electrode by applying 20 cycles from −1.1 to 0.1 V (versus Ag/AgCl). A suspension of copper
nanoparticles (average size: 50 nm) and c-MWCNT was then electrodeposited by applying 20 cycles
of −1.1 to 0.1 V at 20 mV sec−1 . Sarcosine oxidase was immobilized onto the activated composite
electrodes and used as an amperometric sensor for sarcosine, which was noted as present in urine and
blood during prostate cancer, with a detection limit of 0.1 pM.
A biosensor for the detection of DNA hybridization based on electrochemiluminescence was
constructed from a complex composite structure [110]. Carbon nanotubes were first deposited onto a
GCE. Au/Pt nanoparticles were electrodeposited at −0.2 V for 200 s in a solution of 1.0 mM of HAuCl4
and 1.0 mM of H2 PtCl6 . Then, a capture DNA probe was assembled onto the surface, including the
use of mercaptohexanol to promote improved probe orientation. After hybridization with the target
DNA, a DNA-modified nanosheet of graphite-like carbon nitride nanosheets (g-C3 N4 ) modified with
gold nanoparticles was bound to the duplex. The assembly generated a electrochemiluminescence
signal that was detected while scanning the potential from 0 to −1.5 V for 10 cycles at 100 mV sec−1 .
A linear range from 0.04 to 5.0 × 104 fM and a detection limit of 0.018 fM were observed. The detection
of DNA spiked into serum samples was also reported.
A complex nanocomposite electrode was formed by one-step electrodeposition in order to prepare
a highly sensitive first-generation glucose sensor [111]. As a first step, graphene oxide was dispersed,
and H2 PtCl4 was added, followed by formic acid; then, after 12 days, a dispersion of reduced
graphene oxide (rGO) and platinum nanoparticles was obtained at pH 4, and then drop case onto
the gold electrode. Subsequently, electrodeposition was carried out from a solution of 5.0 mg mL−1
of glucose oxidase, 84 mM of the ionic liquid imidazolium alkoxysilane, 0.5% chitosan, and 30 mM
of benzoquinone by conducting cyclic voltammetry scans between 0.7 V and −0.8 V (versus SCE).
The electrodes were characterized by SEM (S4800, Hitachi, Tokyo, Japan), FTIR (Nexus 670, Nicolet,
Madison, WI, USA) and Raman spectroscopy (Invia, Renishaw, Wotton-under-Edge, UK). SEM showed
rGO sheets with dispersed platinum nanoparticles. The amperometric response to H2 O2 was evaluated
and found to be maximal at 0.55 V and for films formed on the gold electrode by 10 potential cycles.
The sensor was found to have a very low detection limit for glucose of 0.02 µM and a linear range from
0.002 to 5.5 mM.
An impedimetric sensor for tumor necrosis factor alpha (TNF-α) was constructed based on the
electrodeposition of reduced graphene oxide and then gold nanoparticles onto ITO electrodes [112]
The rGO was electrodeposited from a 1 mg mL−1 dispersion by cyclic voltammetry conducted
between zero and −1.6 V (versus Ag/AgCl) at 25 mV sec−1 . Subsequently, gold nanoparticles were
electrodeposited from 0.5 mM of HAuCl4 at −0.9 V for 30 s. Examination by atomic force microscopy
(PSIA XE-100, Park Systems, Seoul, South Korea) showed that the rGO only covered surfaces that
showed sheet-like structures of 37-nm thickness, the electrodeposition of only gold nanoparticles
showed particles about 170 nm in size, and the composite of rGO and gold nanoparticles showed
aggregated structures on the surface. Then, the surface was modified with 3-mercaptopropionic acid,
and an anti-TNF-α antibody was covalently linked by amide bonds that were formed using EDC/NHS
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chemistry. The binding of TNF-α was followed using Faradaic impedance spectroscopy with the
Fe(CN)6 3−/4− redox probe and using the change in resistance at one Hz as the reponse, a detection
limit for TNF-α of 0.43 pg mL−1 was obtained, which was below the 10 to 30 pg mL−1 that is expected
in human serum.
An electrochemical sensor for H2 O2 was constructed by electrodepositing bimetallic nanoparticles
of gold and platinum onto reduced graphene sheets that had been drop cast onto a GCE surface and
then dried under an infrared lamp [113]. The film of nanoparticles was electrodeposited by cyclic
voltammetry in a solution of two mM of H2 PtCl6 and one mM of HAuCl4 also containing the surfactant
Brij 58 at 1.0 wt%. The potential was scanned from 0.4 V to –0.5 V at 100 mV sec−1 for five cycles. If
electrodeposition was carried out only from HAuCl4 in solution, aggregated nanoparticles formed,
and if carried out from H2 PtCl6 solution, only very few particles formed. However, when carried out
from the mixed solution, more uniformly dispersed nanoparticles were seen in SEM (Sirion 200, FEI
Inc., Eindhoven, Netherlands). The current response to H2 O2 was maximal when the ratio of Au/Pt
was 1:2, and for this, composition was maximal for five cycles conducted at 100 mV sec−1 . Under these
conditions, the nanoparticles were dispersed, and the surface area was maximized. Response to H2 O2
at zero V gave a limit of detection of 0.31 mM, and a linear range from one to 1.78 mM, and another
linear range of a lower slope from 1.78 to 16.8 mM. The sensor was used to measure H2 O2 released
from rat pheochromocytoma cells (PC 12) cancer cells.
The electrodeposition of gold nanoparticles onto a GCE covered by a drop-cast layer of multiwall
carbon nanotubes followed by adsorption of glucose oxidase was used to create a modified electrode
useful both as a glucose biosensor and as a bioanode in a glucose fuel cell [114]. The multiwalled
carbon nanotubes were modified with –NH2 groups and were 13 to 18 nm in diameter and one to
12-µm long. Gold nanoparticles were electrodeposited from KAuCl4 solution and were 10 to 25 nm
in size, and were seen by SEM (S-4700, Hitachi, Tokyo, Japan) to decorate the nanotubes. Adsorbed
glucose oxidase resulted in a highly sensitive glucose biosensor with a detection limit of 0.5 mM and a
linear range from one to 24 mM. The modified GCE was used as a bioanode, with the GCE modified
by carbon nanotubes and gold nanoparticles giving the best performance as the biocathode.
Acetylcholinesterase and choline oxidase were immobilized in a composite film and used to create
a sensor for acetylthiocholine chloride based on electrochemiluminescence [115]. Electrodeposition
onto a GCE was carried out from a dispersion of graphene oxide sheets with dissolved HAuCl4 and
chitosan by conducting 10 cycles between −1.6 V and 0.6 V (versus Ag/AgCl) at 50 mV sec−1 .
SEM images showed sheet-like structures with dispersed nanoparticles. A dispersion of Fe3 O4
nanoparticles decorated by smaller TiO2 nanoparticles was prepared and then surface modified
with aminopropyltrimethoxysilane. Subsequently, the enzymes acetylcholinesterase and choline
oxidase were immobilized onto these composite nanoparticles by cross-linking with glutaraldehyde.
The dispersion was then drop cast onto the modified electrode to complete the composite film. SEM
confirmed the structure of aggregates of larger Fe3 O4 nanoparticles surrounded by TiO2 nanoparticles.
The combination of these different nanomaterials was designed to enhance the response to H2 O2 that
was formed from the reaction sequence in which acetylcholinesterase converts acetylthiocholine to
thiocholine, and choline oxidase then converts the thiocholine and H2 O2 , which will partake in the
luminol reaction sequence that ultimately yields luminescence. Using acetylthiocholine chloride as the
substrate, detection of the ECL signal upon scanning the potential continuously between 0.2 and 0.8 V
at 100 mV sec−1 gave a sensor with a detection limit of 0.022 µM and a linear range from 0.0067 to
921 µM.
An electrochemical sensor for the organophosphate pesticide Phoxim was developed based on a
composite electrode of reduced graphene oxide and Au nanoparticles formed on a GCE [116]. Reduced
graphene oxide was first electrodeposited by 500 cycles of pulsed electrodeposition in which the
potential was stepped between −1.3 V and 0.6 V (versus Ag/AgCl) and held for two seconds, and then
stepped back and held for two seconds. Then, the electrodeposition of gold nanoparticles was carried
out for 60 s at −0.2 V in a solution of 1% HAuCl4 in 0.5 M of H2 SO4 . SEM (SUPRA 55, Carl Zeiss AG,
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Oberkochen, Germany) showed flake-like and wrinkled shapes for the rGO sheets covered by Au
nanoparticles with an average diameter of 35 nm. Phoxim could be reduced on this modified electrode
with a peak current near –0.69 V. Using DPV, a detection limit of 0.003 µM was found for phoxim.
A biosensor for a segment of DNA from hepatitis B virus (HBV) was made based on gold
nanoparticles electrodeposited onto a GCE modified with both graphene and carboxylated multiwalled
carbon nanotubes (c-MWCNT) [117]. A suspension of graphene oxide and c-MWCNT was first drop
cast onto a GCE; then, a potential sweep from zero V to −1.5 V (versus Ag/AgCl) was used to reduce
graphene oxide to graphene. Then, gold nanoparticles were formed on the surface by electrodeposition
from 2.9 mM of HAuCl4 at −0.2 V for times varied from 200 to 1000 s. An electrodeposition time
of 900 s was found to optimize the surface area. A thiolated hairpin DNA probe was assembled
onto the gold nanoparticles. SEM (JSM-6330F, JEOL Co. Ltd., Beijing, China) showed the surface
of graphene wrapped with the CMWCNT, and then the Au nanoparticles in the size range of 100
to 180 nm. The capture of the target DNA opened the hairpin and allowed the formation of a
quadruplex with hemin that served as a DNAzyme to catalyze the H2 O2 -mediated oxidation of
3,30 ,5,50 -tetramethylbenzidine (TMB). Differential pulse voltammograms of the reduction of TMB gave
a detection limit for the DNA segment, a specific sequence of the HBV X gene of 0.5 pM, and a linear
range from 10 pM to 10 nM.
A composite nanostructured electrode was used to immobilize uricase and act as an amperometric
sensor for uric acid [118]. Silver nanoparticles were first electrodeposited onto a gold rod electrode
at −0.40 V (versus Ag/AgCl) for 30 s from a solution of one mM of AgNO3 in 0.2 M of KNO3 .
A membrane of chitosan and multiwalled carbon nanotubes was then electrospun onto the electrode.
Using glutaraldehyde activation, uricase was immobilized through the amino groups of chitosan.
Then, the enzyme electrode was used in a flow injection system. The reaction of uricase on uric acid
consumes O2 and produces allantoin, H2 O2 , and CO2 .The electrode catalyzed the electroreduction
of O2 , and the addition of uric acid resulted in a reduction of the reduction current. The change in
reduction current was linear over the range one to 400 µM of uric acid, and the detection limit was
one µM when the sensor was operated at the optimal potential of −0.35 V.
Composite nanostructures of MWCNT and clusters of gold nanoparticles were formed on GCE
and used to make an amperometric H2 O2 sensor based on immobilized hemoglobin [119]. A dispersion
of 0.1 mg cm−3 of MWCNT in toluene was drop cast onto a GCE, and then subjected to potential
cycling from 1.8 V to −0.4 V (versus Ag/AgCl) for 10 min in 0.5 M of K2 SO4 to introduce oxidized
functional groups on defects in the MWCNT. Next, gold oxide complexes were formed on these sites
by pulsing the potential from 0.8 V to 1.5 V, applying different pulse widths in a solution of 0.1 M of
HAuCl4 in 0.1 M of K2 SO4 . The gold oxide clusters were converted to clusters of Au nanoparticles
by cycling the potential from 1.2 V to −0.4 V in 0.1 of H2 SO4 . Hemoglobin was immobilized from
an 80-µM solution by cycling the potential from −0.15 V to 1.15 V at 100 mV sec−1 for 30 cycles.
To complete the electrode modification, Nafion was solution cast over the surface. SEM (S-4800,
Hitachi, Tokyo, Japan) revealed the occurrence of distinct clusters of Au nanoparticles along MWCNT.
The pulse width that was used in the first step of the preparation influenced the nanoparticle size;
0.0001-second pulses resulted in the formation of one nm of nuclei, which were converted into five-nm
Au nanoparticles. Meanwhile, 0.0005-second pulses resulted in formation of two-nm nuclei that were
converted into 10-nm Au nanoparticles, and 0.001-second pulses resulted in formation of five-nm
nuclei that were converted into 50-nm Au nanoparticles. The direct electrochemistry of hemoglobin
was observed, and a detection limit of 0.2 µM and linear range from 0.5 to 1000 µM was obtained from
H2 O 2 .
A carbon ionic liquid electrode was used for the electrodeposition of Au nanoparticles for the
immobilization of myoglobin to make a direct electron transfer amperometric sensor for trichloroacetic
acid or H2 O2 [120]. The compound 1-hexylpyridinium hexafluorophosphate and graphite powder
was mixed into a paste, packed into a glass tube, and connected by a copper wire. Graphene sheets
were electrodeposited from graphene oxide dispersion at −1.3 V (versus SCE) for 600 s. The Au
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nanoparticles were electrodeposited at −0.4 V for 300 s from a solution of five mM of HAuCl4 and
0.5 M of KNO3 . Myoglobin was adsorbed, and then covered by a layer of Nafion. For H2 O2 , a detection
limit of 0.66 µM and a linear range from 1.98 to 238.2 µM was found, and for trichloroacetic acid, a
detection limit of 0.13 mM and a linear range from 0.4 to 20 mM was found.
Gold nanoparticles were electrodeposited onto GCE, but first they were surface modified with
reduced graphene oxide sheets [121]. The electrodeposition at −0.2 V (versus Ag/AgCl) from
0.3 mM of HAuCl4 produced Au nanoparticles decorating the petal-shaped graphene nanosize flakes.
The decoration with Au nanoparticles doubled the effective surface area, which was determined
using the Randles–Sevcik equation analysis and the K4 Fe(CN)6 redox probe. The gold surfaces were
modified with 2-(3,4-dihydroxy phenyl) benzothiazole, which promoted the electrocatalytic detection
of levodopa, uric acid, and folic acid, whose peaks in square wave voltammetry sweeps were separated
so that all three could be detected simultaneously.
A dispersion of exfoliated graphene oxide sheets and 0.5 mM of HAuCl4 was electrodeposited
onto a GCE by scanning the potential (versus Ag/AgCl) to form a film of graphene sheets decorated
with nanoparticles [122]. This electrode was found useful for the analysis of CH3 Hg+ , and the
maximum response was for the electrode formed by five cycles of deposition. The detection limit was
0.12 µg mL−1 as determined by DPV, and the electrode was useful for the detection of CH3 Hg+ in
contaminated fish samples.
The electrodeposition of gold nanocubes onto a two-mm gold disk to which a thiolated graphene
material had been fixed was used to make a third-generation glucose biosensor [123]. The deposition
solution contained HAuCl4 and KClO4 . When a potential of −0.2 V (versus Ag/AgCl) was used,
100-nm gold nanocubes were formed on the surface, and this structure was not observed at other
potentials. Additionally, it was observed that if the total charge that passed exceeded five mC, then
the morphology would begin to change from cube-like to denser flower-like nanostructures. Glucose
oxidase was adsorbed onto the surface with the expectation that the thiol groups that projected from
the graphene surface would undergo exchange with disulfide bridges in the enzyme. The sensor
prepared on the gold nanocube-modified graphene showed the highest sensitivity of the morphologies
examined, and gave a high sensitivity of 221.0 µA mmol L−1 cm−2 at an operating potential of −0.4 V
(versus Ag/AgCl).
5.2. Composite Electrodes Containing Organic Polymers
Molecular imprinting combined with electrochemical deposition based on electrostatic interaction
has been employed in the construction of a composite nanostructured electrode for electrochemical
detection of glucose [124]. An amphiphilic random copolymer was used as a template for the molecular
imprinting of glucose in organic solvent with the formation of polymer particles with an average
diameter 100 nm, which was induced by the addition of water. Then, gold nanoparticles were formed
by the direct reduction of AuCl4 − by the pendant amino groups of the polymer. The imprinted
polymer particles/Au nanoparticles composite was electrostatically immobilized on the surface of an
Au electrode by the application of a −2.0 V potential for two minutes. The glucose templates were
extracted using acetic acid/methanol over a period of five days. The resulting modified electrode,
with the use of [Fe(CN)6 ]3−/4− as a probe, was found to be highly selective for glucose versus other
sugars, as measured by the extent of current reduction in the presence of sugar.
A three-component layer of gold nanoparticles, nickel oxide nanoparticles, and conducting
polymer was used for the covalent immobilization of tyrosinase to make an impedimetric sensor for
dopamine [125]. Gold nanoparticles were first electrodeposited onto an ITO-coated glass electrode
by applying 20 cycles between 0.1 V and −0.9 V (versus Ag/AgCl) at 50 mV sec−1 in a one-mM
solution of HAuCl4 with the resulting nanoparticles noted as having an average size of 74.49 nm. Next,
nickel oxide nanoparticles were electrodeposited by applying 20 cycles between −1.2 V and zero V at
50 mV sec−1 in a solution of 10 mM of Ni(NO3 )2 . The resulting NiO nanoparticles were on top of the
gold nanoparticles, and were described as having an average diameter of 357.96 nm. Finally, on top
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of the dual nanoparticle layer, a conducting polymer layer was formed by the electropolymerization
of pyrrole propionic acid. The change in charge transfer resistance gave the sensor a linear range of
80 µM to 0.20 mM with a detection limit of 5.46 µM.
A composite film of gold nanoparticles and carboxymethyl-β-cyclodextrins (CMCDs) was
prepared by co-electrodeposition onto a GCE and used as a non-enzymatic glucose sensor [126].
Cyclic voltammetry scans were applied from −1.4 to 0.6 V (versus Ag/AgCl) at 100 mV sec−1 for
two cycles in a solution of HAuCl4 and CMCD in pH 8.04 phosphate buffer. Cycling of the potential
between –1.0 V and 1.0 V at 100 mV sec−1 was used to polymerize CMCDs. The presence of CMCDs
resulted in a higher density of smaller gold nanoparticles on the GCE surface. The electrode showed
electrocatalytic activity against a range of analytes, including dopamine, tyrosine, ascorbic acid,
chloramphenicol, guanine, uric acid, thymine, and glucose. The performance as a non-enzymatic
glucose sensor was evaluated by chronoamperometry at a potential of 0.07 V, and the response was
3.7 times greater for the composite-modified electrodes than for GCE modified with gold nanoparticles
alone. The composite-modified electrode also had an extended linear range from 0.001 to 110 mM and
a detection limit of 0.99 µM.
The electropolymerization of aniline from a solution containing dispersed gold nanoparticles
capped by polyvinylpyrrolidone resulted in a composite nanostructured film that was used as a
support for glucose oxidase to make a glucose biosensor [127]. TEM images (Tecnai-12, Phillips,
Eindhoven, Netherlands) showed that the PVP-capped gold nanoparticles were better dispersed than
those that were uncapped. The film was electropolymerized onto a GCE by cycling the potential
between −0.2 and 0.75 V (versus SCE) at 100 mV sec−1 . Glucose oxidase (eight mg mL−1 ) was drop cast
onto the composite film, and then, a layer of Nafion was applied from a 0.5% solution. SEM (S-4800,
Hitachi, Tokyo, Japan) images showed that the composite film had distinct flower-like structures.
The immobilized glucose oxidase showed direct electron transfer and a limit of detection for glucose
of 1.0 × 10−5 M.
The composite nanostructures of a conducting polymer and electrodeposited bimetallic Au–Pt
nanoparticles were used as a support for HRP to make a H2 O2 sensor [128]. A polypyrrole film was
deposited onto a GCE from a solution of 0.05 M of pyrrole in 0.1 M of LiClO4 by scanning from zero to
one V (versus SCE). The bimetallic nanoparticles were electrodeposited at −0.2 V from an equimolar
solution of HAuCl4 and H2 PtCl6 in 0.2 M of Na2 SO4 . Subsequently, the nanoparticles surfaces were
modified by immersion in a solution of L-cysteine for two hours. Calf thymus DNA was immobilized
by electrostatic interaction, which was followed by the immobilization of HRP also by electrostatic
immobilization. SEM (S-4800, Hitachi, Tokyo, Japan) revealed a high coverage of many globular
nanoparticles. The detection of H2 O2 at –0.2 V gave a detection limit of 1.3 µM and a linear range from
4.9 µM to 4.8 mM.
Gold nanoparticles were electrodeposited on SPCE and then modified with the enzyme cytochrome
P450 2E1 electrostatically immobilized into a polyelectrolyte film of poly (diallyldimethylammonium
chloride) (PDDA) and poly(sodium-p-styrenesulfonate) (PSS) [129]. The gold nanoparticles were formed
on the SPCE from 1% HAuCl4 solution by applying a potential of −0.2 V (versus Ag/AgCl) for 30 s.
The enzyme-modified SPCE was used to detect 4-(methylnitrosamino)-1-(3-pyridyl)-1-butanone (NNK),
which is a carcinogen formed in tobacco smoke. After electrodeposition, there was a fairly uniform
distribution of ~100-nm gold nanoparticles over the SPCE surface of many irregular graphite particles.
Application of the polyelectrolyte layer resulted in a smooth surface. The detection of NNK in urine
using chronoamperometry with excellent recovery was demonstrated. SPCE substrates were also used
as supports for composite electrodes of gold nanoparticles, laccase, and polypyrrole for the detection
of polyphenols in propolis, which is the residue produced by honeybees [130]. The parameters for
electrode preparation were all optimized in terms of the analytical response. Gold nanoparticles were
electrodeposited at –400 mV (versus Ag/AgCl) from 0.01% HAuCl4 in 0.1 M of KCl, resulting in particles
that were 30 to 50 nm in size. Laccase was adsorbed by drop casting from 10 µg mL−1 of solution.
Pyrrole was electropolymerized from 0.2 M of pyrrole at 700 mV for 600 s, covering the enzyme with an
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electroactive layer. The enzyme activity was at its maximum at pH 3.5, and with detection at –450 mV in
0.1 M of acetate buffer of this pH, a detection limit of 0.83 mM was determined for polyphenols extracted
from propolis using ethanol.
5.3. Composite Electrodes Containing Prussian Blue


Prussian blue (PB) is the compound known as (Fe4I I I Fe I I (CN )6 3 ), in which Fe(III) is coordinated
to nitrogen, and Fe(II) is coordinated to carbon [131]. PB is known as an electrocatalyst for the oxidation
of H2 O2 . Layer-by-layer modification of a GCE with PB and gold was used to make an amperometric
sensor for H2 O2 [132]. (PB-Au)x multilayer films were made where x was varied from one to five. PB
was electrodeposited first from a solution containing 0.1 M of K2 SO4 , one mM of K3 Fe(CN)6 , one mM
of Fe2 (SO4 )3 , and 0.05 M of H2 SO4 by scanning the potential from one V to −0.2 V (versus SCE) at
50 mV sec−1 . Gold was electrodeposited by scanning from 0.65 V to −0.2 V at 50 mV sec−1 in a
solution containing 0.1 M of K2 SO4 , one mM of HAuCl4 , and 0.05 M of H2 SO4 . The first step gave
80-nm cubic-shaped PB nanoparticles that were visible in SEM (JEM-6700F, JEOL Co. Ltd., Beijing,
China) and the second step gave gold nanoparticles of 80 nm (first layer) or 100 nm (second layer).
A solution of glucose oxidase and dopamine was combined with Na2 PtCl6 and allowed to undergo
the polymerization of dopamine to yield a dispersion of platinum nanoparticles and polydopamine,
entrapping the enzyme glucose oxidase. Then, the dispersion was cast onto the electrode surface
covered by (PB-Au)2 . The current response to glucose arising from the oxidation of H2 O2 , which was
generated by the reaction, was monitored at −0.05 V. A detection limit of 0.5 µM and a linear range
from 0.008 to 0.79 mM was found. Application to the determination of glucose in blood serum from
healthy patients was successful.
A biosensor for Cu2+ based on a composite nanostructure containing a DNAzyme was formed by
one-step electrodeposition [133]. The composite film was both three-dimensional and macroporous.
Using vertical deposition, a layer of close-packed silica spheres was formed on a gold electrode. Then,
single-walled carbon nanotubes were dispersed into a 0.05% (w/v) chitosan solution in 1.0% acetic acid.
A second solution containing chitosan and the precursors to PB was prepared containing a solution
with five mM of FeCl3 , five mM of K3 [Fe(CN)6 ], 0.2 M of KCl, 0.2 M of HCl, and 10 mL of 0.05%
chitosan (CS). After combining these two solutions, electrodeposition onto the silica sphere-modified
gold electrode was carried out at 0.4 V (versus SCE) for 300 s. Then, the silica template was dissolved
away by brief treatment with 5% HF, leaving behind a macroporous film. The film was then scanned
by CV between −0.05 and 0.35 V at 50 mV sec−1 for 25 cycles, which resulted in the film becoming
conductive. A dispersion of gold nanorods associated with graphene oxide and conjugated to enzymes
glucose oxidase and HRP was then prepared. Gold nanorods were also conjugated to DNAzyme
against Cu2+ , which resulted in the cleavage of DNA, whose association with a complimentary strand
would then increase the current response to the enzymatic reduction of glucose. The sensor was highly
selective for Cu2+ in the presence of other metal ions, and had a limit of detection of 10−19 M.
A biosensor for β-glucan was made by immobilizing β-glucanase and glucose oxidase into a
composite electrode containing PB nanoparticles, gold nanoparticles, and chitosan [134]. The H2 O2
produced by glucose oxidase, which underwent a reversible redox reaction with PB, was detected
amperometrically at 0.0 V (versus Ag/AgCl) and a linear range from 6.25 to 93.75 µM and a detection
limit of 1.56 µM. The first step for the construction of the nanocomposite electrode was to electrodeposit
PB and chitosan from an aqueous solution of 0.10 M of KCl, 0.01 M of HCl, 0.5 mM of K3 [Fe(CN)6 ],
0.5 mM of FeCl3 and 0.01% chitosan by cycling the potential from −0.1 to 0.45 V at 20 mV sec−1 for
10 cycles to deposit the optimal thickness of the film on the gold disk electrode. Then, a layer of
gold nanoparticles and chitosan was electrodeposited at −0.2 V from a solution of 0.1% HAuCl4 and
0.025% chitosan. SEM revealed 50-nm sized nanocubes spread on the surface for the first layer, and
after the second layer was deposited, Au nanoparticles that had dispersed within the chitosan were
visible. The solution of both enzymes was drop cast on the surface, which was then followed by drying
and cross-linking in glutaraldehyde. Figure 10 shows SEM images of the composite nanostructures,
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zirconia (ZrO)-coated SiO2 nanoparticles and chitosan was formed on a gold electrode surface and used
as the support for a lactate biosensor [138]. The modified electrode was formed by applying 20 potential
cycles between −0.2 to +0.4 V in a suspension containing the nanoparticles in one M of KCl and 0.2%
chitosan. Lactate oxidase was immobilized on this structure by cross-linking with glutaraldehyde.
A linear relation between oxidation current and lactate concentration was observed over the range 0.1
to 4000 mM. The analytical recovery of lactate spiked into blood serum was noted as 96.6% to 99%.
The biosensor was used to detect elevated lactate concentrations in patients with lactoacidosis.
A glucose sensor based on a composite film of gold nanoparticles, ionic liquid, and chitosan
entrapping glucose oxidase was prepared using electrodeposition [139]. Gold nanoparticles with a size
of 20 to 40 nm were deposited in 0.5 M of H2 SO4 and 10 mM of HAuCl4 onto a gold surface by stepping
the potential from 0.8 V to 0.2 V (versus Ag/AgCl) and then holding for 10 s. Then, a composite film
containing glucose oxidase and chitosan was deposited from a solution of 0.5% chitosan, 20 mM of
benzoquinone, 1% 1-butyl-3-methyl-imidazolium tetrafluoroborate (BMIM·BF4) as the ionic liquid and
5.0 mg mL−1 of glucose oxidase. The benzoquinone served as a proton trap that increased the pH near
the gold surface, thus leading to the deprotonation of chitosan and its deposition. In the final step, a
layer of Nafion was cast over the composite film. Glucose was detected via the amperometric detection
of H2 O2 at 0.6 V with a detection limit of 1.5 µM and a linear range from three µM to nine mM.
A non-enzymatic glucose sensor was prepared by one-step electrodeposition from a solution of
HAuCl4 and chitosan in 0.5 M of acetic acid onto a GCE electrode [140]. The electrodeposition took
place at −1.0 V (versus SCE) for 60 s, producing a film of Au nanoparticles in a chitosan film. For the
optimized conditions, the detection limit for glucose detection was 0.37 mM with a linear range from
0.4 to 10.7 mM, which was based on the peak currents in the cyclic voltammograms in 0.10 M of NaOH.
5.6. Composite Electrodes with Silica
A sensor for superoxide was made by electrodepositing Au nanoparticles on ITO glass, and
then modifying them with cysteine and superoxide dismutase in a silica gel layer [141]. The Au
nanoparticles were deposited by cyclic voltammetry between −0.2 V and −1.3 V for 20 cycles at
50 mV sec−1 in 0.1 mM of KAu(CN)2 in 0.05 M of pH 7.5 phosphate buffer. The Au nanoparticles had
an average size of 28 nm. Then, the Au nanoparticle-coated ITO glass was immersed into a solution of
superoxide dismutase, cysteine, and silica gel. The direct electron transfer of superoxide dismutase was
observed by cyclic voltammetry, and the peak current increased for up to 20 cycles of electrodeposition,
which was used to form the nanoparticles. Superoxide was generated by the reaction of DMSO and
NaOH. A linear response to superoxide was observed over the range of 0.08 to 0.64 µM. In an earlier
report, for which the silica gel layer was not included, a coverage of enzymes of 1.04 × 10−10 mol cm−2
was estimated [142].
The performance of glucose oxidase immobilized on electrodeposited Au, CdS, or ZnS
nanoparticles on ITO glass and covered by a silica layer were compared [143]. The Au nanoparticles
were deposited from 0.2 mM of HAuCl4 in 0.02 M of pH 7 buffer by applying 20 cycles between
0.1 V and −0.9 V (versus SCE) at 50 mV sec−1 . Cadmium sulfide nanoparticles were deposited by
applying 40 potential cycles between −0.4 V and −0.8 V at 50 mV sec−1 at 50 ◦ C in 0.8 mM of Na2 S2 O3
and 0.05 M of CdCl2 at pH 2–3. Zinc sulfide nanoparticles were prepared by applying 40 cycles at
50 ◦ C between −0.4 V and −1.0 V at 50 mV sec−1 from 0.8 mM of Na2 S2 O3 and 0.05 M of ZnCl2 at
pH 4. Then, the solution of glucose oxidase and silica sol and polyvinyl alcohol was deposited over
the nanoparticles. It was found that the electroactivity of the glucose oxidase was greatest on ZnS
nanoparticles, and that these sensors also showed the greatest sensitivity to glucose.
6. Comparison of the Advantages and Performance of Different Nanostructures
The research reported to date involves many kinds of nanostructures, which were prepared under
a variety of conditions on different sizes and types of electrodes, and addressing different analytical
targets using different methods of measurement. Some of the studies concern the same or similar
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analytical target measured using the same technique. It is important to consider the question of
which structures appear to be providing the most promising limits of detection (generally reported
for S/N = three) and linear range, amongst other analytical parameters such as the stability of the
response over time. Across all of the studies, analytical parameters are not necessarily reported in
the same format. However, it is possible to make some comparisons for analytes, which have been
the subject of multiple studies, such as sensors using glucose oxidase with direct electrochemical
detection, sensors for non-enzymatic glucose detection, the detection of glucose-based on the detection
of H2 O2 generated by the action of glucose oxidase, and DNA hybridization sensors. For the case of
DNA hybridization, oligonucleotide length is a complicating factor, as is the use of different detection
methods. Other studies may concern an analyte that has only been studied once or a few times using
an electrochemically-deposited nanostructure, and are thus not able to be used in comparisons.
A significant fraction of studies concern the detection of H2 O2 , which is usually because it is
produced by the action of the enzyme glucose oxidase in an effort to make a first-generation glucose
sensor. Almost all of these studies report the performance of the sensor in terms of the response to
glucose. One study did report both the response to H2 O2 concentration and the response to glucose
concentration [123], finding them to be slightly different (detection limit of 0.9 µM for H2 O2 alone
versus a detection limit of 0.5 µM for glucose). A desirable outcome would clearly be both a low
limit of detection and a wide linear range. Many of the reports cite detection limits for glucose, as
detected by the H2 O2 resulting from glucose oxidase action, in the low micromolar range. The most
promising results in this case appear to have been found for some of the composite nanostructured
films, providing some motivation for the appeal of developing these more complex electrodeposited
structures in which different components may act together synergistically. The limit of detection of
0.02 µM and linear range from 2 µM to 5.5 mM that was reported for the composite structure that was
previously described [103] is impressive. The result of a limit of detection of 0.21 µM and two linear
ranges extending up to 16.8 mM [105] is also noteworthy, although it is not clear why two distinct
linear ranges occur. Some studies have reported the detection of H2 O2 by direct electron transfer
between immobilized HRP and the electrode surface [13,21,25], and the results for HRP physisorbed
on gold nanoparticles on ITO glass seem most attractive, offering both a low limit of detection of
two µM and an extended linear range of up to 30 mM. As has been proposed [1], sensors working
on direct electron transfer require minimizing the distance between enzyme active sites and the gold
nanoparticle or nanostructure surface.
The electrochemical response to glucose alone without enzymes on the nanostructured electrode
is the aim of ‘non-enzymatic’ glucose sensing, of which some examples have been described above.
Of the reported studies, the result of a limit of detection of 2.1 µM and an extended linear range
from five µM to 16.4 mM on gold nanotube arrays is outstanding, and suggests that the access of
glucose in solution to these regularly ordered structures of high surface area can be a promising
principle for this and related sensors [48]. However, again, a composite nanostructure has proven
highly impressive for non-enzymatic glucose sensing, with the composite of gold nanoparticles and
polymerized cyclodextrin providing an extended linear range of up to 110 mM, and a low detection
limit of 0.99 µM [118].
Almost all of the reported studies concerning the detection of a complimentary DNA strand by
hybridization with an immobilized probe DNA strand concern the use of forms of electrodeposited gold
with a high surface to volume ratio such as gold nanotubes [53,60], dendritic gold [73], other ramified
forms of gold [84–86], and varied morphologies of electrodeposited platinum [92–94]. The length
of the complimentary DNA strands studied varies from 20-mers [91–93] to as long as 41-mers [73].
The binding affinity of complimentary DNA strands increases with length, but also depends on
sequence [144]. Comparisons of the detection for different strand lengths will be complicated by
this dependence. Methods of detection also vary, but methylene blue as a redox probe that shows
differential binding between single and double-stranded DNA has been used in multiple studies with
either DPV or square wave voltammetry detection. Detection limits in the range of 18 zM (zeptomolar,
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10−21 M) [86], 31 zM [84], and 47 zM [85] reported for 24-mer, 29-mer, and 25-mer complimentary
strands, respectively, are most impressive. These results were obtained using structure-directing
agents during electrodeposition to produce highly anisotropic or leaf-like gold deposits. Thus, it seems
that highly ramified structures of gold that can allow oligonucleotide strands to project well out into
solution without crowding are a superior direction for the further development of DNA sensors based
on electrodeposited nanostructures.
7. Conclusions
The area of developing biosensors based on electrodeposited nanostructures has many possible
applications to the detection of small molecules, metabolites, protein antigens, oligonucleotides, and
other targets, including bacteria and viruses. The variety of substrate electrodes and preparation
conditions can produce a vast range of structures. Many additional targets of high interest for the
development of diagnostics such as glycoproteins, circulating tumor cells, circulating oligonucleotides,
microRNAs, and content in microvesicles remain to be explored. As the work reported thus far
covers both many different structures and many different targets, an area for future focus could be the
identification of the optimal nanostructure for use with a specified target or class of targets. Further
understanding of the relation of electrodeposition parameters and the resulting structures is needed.
Additionally, for practical application of these electrodes, further study of the stability and integration
into practical devices will be required in the future.
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