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1. Introduction
Microalloyed steels are one of the core alloy steels in the development of modern advanced
high-strength steels. Current developments are mostly focused on the optimization of their chemical
composition and process parameters to achieve the microstructures needed to fulﬁll the most
challenging mechanical properties and performance requirements. Understanding and controlling the
microstructural parameters on the basis of chemical composition strategies (i.e., proper microalloying
selection) and process optimization, require a proper comprehension of the mechanisms acting during
hot working and ﬁnal cooling. The development of new modelling tools and powerful characterization
techniques will allow the scientiﬁc community to gain fundamental knowledge and evolve towards
successful products for end-users.
2. Contributions
The present Special Issue on Advances in Microalloyed Steels includes two review papers [1,2]
and nine research papers [3–11]. In all of them, different combinations of microalloying elements are
analyzed in terms of process, microstructure, and mechanical property modiﬁcation. The alternatives
in microalloying are clearly reﬂected in terms of the grades studied in the different papers. Nb is
present in many of them [1,2,5,7,8,10,11], alone or in combination with Mo [2,5,10], Ti [8], and V [10].
Two papers deal with Ti–Mo combinations [6,9], and the last two articles analyze the addition of V [4]
and Al [3] as microalloying elements. Microalloyed grades are currently used in different sectors such
as energy and structural and automotive sectors. The structural and automotive sectors are the most
represented in this Special Issue.
Even if some papers cover speciﬁc performance problems and optimization alternatives for
industrial processing conditions [1,2,7,11], most of the papers deal with more fundamental analyses
of the relationship between microstructure and mechanical properties [4–6,8,10]. Some papers also
analyze the effect of microalloying on hot and cold working behaviors [3,9].
3. Conclusions and Outlook
The development of microalloying technology has been impressive in the last 50 years. Nowadays,
microalloyed steel grades can compete, with their lower costs, with other alloys with high-strength
qualities. These developments, though, request a high level of intensive research and transferability to
the industry and the understanding of basic mechanisms, which with a proper processing control, will
ensure the reliability of these grades under the most challenging operational conditions. The interest
and high level of the contributions published in this Special Issue ensure that the link between research
and industry will not break anytime soon.
As a guest editor, I would like to express my sincere thanks to all the authors for submitting their
manuscripts and sharing their latest developments. I also would like to encourage them and the rest
of the community to keep on researching and publishing in steel-related topics, as their relevance to
industry and society is and will be vital for progress in the future.
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Abstract: The main role of Rare Earth (RE) elements in the steelmaking industry is to affect the nature
of inclusions (composition, geometry, size and volume fraction), which can potentially lead to the
improvement of some mechanical properties such as the toughness in steels. In this study, different
amounts of RE were added to a niobium microalloyed steel in as-cast condition to investigate its
inﬂuence on: (i) type of inclusions and (ii) precipitation of niobium carbides. The characterization
of the microstructure by optical, scanning and transmission electron microscopy shows that: (1) the
addition of RE elements change the inclusion formation route during solidiﬁcation; RE > 200 ppm
promote formation of complex inclusions with a (La,Ce)(S,O) matrix instead of Al2 O3 -MnS inclusions;
(2) the roundness of inclusions increases with RE, whereas more than 200 ppm addition would
increase the area fraction and size of the inclusions; (3) it was found that the presence of MnS in
the base and low RE-added steel provide nucleation sites for the precipitation of coarse niobium
carbides and/or carbonitrides at the matrix–MnS interface. Thermodynamic calculations show that
temperatures of the order of 1200 ◦ C would be necessary to dissolve these coarse Nb-rich carbides so
as to reprecipitate them as nanoparticles in the matrix.
Keywords: niobium microalloyed steel; as-cast condition; inclusion; rare earth elements; precipitation

1. Introduction
The chemical composition, population density, and morphology of non-metallic inclusions in
metals are among the key factors determining the steels’ quality [1–4]. These issues have become the
leading subjects in the ﬁeld of steelmaking processes in the last few decades.
Rare Earth (RE) elements are known as non-metallic inclusion modiﬁers that can be added into
the molten steel in the form of misch metal, a master alloy consisting of rare earth elements such as
Ce and La. In contrast to MnS, RE-based inclusions do not deform during hot metal working i.e.,
they keep their spherical shape, which seems to be more beneﬁcial for the toughness. In fact, despite
various roles of RE in steels, the main use of RE in steels concerns the shape control of inclusions,
especially MnS particles during the hot deformation processes [5–9]. It has been suggested that the
addition of these elements results in a considerable change in inclusion composition and generally
leads to the formation of several constituents such as oxysulphides (Ce2 O2 S, La2 O2 S), oxides (Ce2 O3 ,
La2 O3 ) and sulﬁdes (Ce2 S3 , La2 S3 ) [10,11].
Metals 2017, 7, 377; doi:10.3390/met7090377
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The standard Gibbs free energy (ΔG◦ ) for the formation of characteristic La- and Ce-based
oxides/sulﬁdes is given in Table 1. The values contained in this table have been obtained from
different references [12–14]. From this table, it can be discovered that at high temperatures, this energy
is so negative that it causes the formation of these components right after their addition into the
liquid steel; however, due to their densities, the removal of the RE inclusions from the molten steel is
relatively difﬁcult [7,10,11,15–17]. Table 2 illustrates the melting point and density of some typical La
and Ce oxides and sulﬁdes. The values shown in this table have been taken from Ref. [11].
Table 1. Standard Gibbs energy (ΔG◦ = A + BT) of the formation of oxide and sulﬁde of La and Ce and
its value at 1600 ◦ C (1873 K) [12–14].
Compound

A, J mol−1

B, J (mol K)−1

ΔG◦ 1873 K kJ mol−1

Ce2 O3
La2 O3
Ce2 S3
La2 S3

−1.30 × 106
−1.44 × 106
−1.02 × 106
−1.27 × 106

374
337
340
417

−600
−810
−383
−490

Table 2. Physical properties of oxide and sulﬁde of La and Ce [11].
Compound

Melting Point ◦ C

Density kg/m3

Ce2 O3
La2 O3
Ce2 S3
La2 S3

~2177
~2249
~2150
~2099

6200
6500
5020
5000

Although the effects of RE on the shape, fraction and distribution of inclusions have been widely
studied, it seems that there is no unanimity in this regard. For instance, Grajcar et al. [9] suggested
that the area fraction of non-metallic inclusions in the steels modiﬁed by misch metal was in the range
of 0.0012 to 0.0018, which was twice as low as that of untreated steels, while the average area of the
particles was the same for both conditions. On the other hand, Handerhan et al. [18] reported that the
volume fraction of inclusions has been similar for the base and RE-added steels, but inclusions in the
samples with RE were larger, which led to a larger interspacing of the inclusions. The same result was
also reported elsewhere [15]. In contrast, Belyakova et al. [19] suggested that the number of inclusions
increased by RE addition. In another work, it has been shown that when 0.35 kg/ton of misch metal is
added to the molten steel, it results in obtaining a higher volume fraction of inclusions compared to
the untreated steel [10]. However, adding higher amounts of RE could change the size distribution
of the inclusions. In addition, it has been observed that the size of the inclusions decreases with low
level of RE addition while it increases with higher level of RE addition; this somehow implies that the
optimum amount of RE should be added to the steel [5].
The reasons for obtaining these different results (sometimes contradictory) could be attributed
to the different steel making processes used in the various studies. For example, longer holding
time during the ladle treatment after RE addition would cause more deposition or ﬂoatation of the
inclusions. The location in the casting where the investigated samples have been taken can be another
reason for such disagreements. Regarding the latter case, Paul et al. [10] studied the distribution and
composition of the different inclusions in RE treated steels and showed that there is a considerable
difference between the bottom and top of the ingots.
On the other hand, having reviewed the literature, there has been a large number of investigations
pertaining to the use of RE elements through the hot deformation processes to derive beneﬁts from
the size and shape control of the inclusions at that stage. However, the contribution of as-cast
condition to the inclusion characterization and consequently to the obtained properties has not been
completely disclosed. In fact, there is little recent information in the literature concerned with the
inclusion modiﬁcation effects due to RE addition in cast steels while both steelmaking practice and
steel compositions have considerably changed over the past decades.
4
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Moreover, few studies have reported that the RE addition could improve the solubility of Nb
and consequently nanoprecipitation behavior in steels, but there is no certain consensus about its
mechanism [20,21].
In this work, an Nb-containing microalloyed steel has been selected to investigate the effects
of RE addition on the modiﬁcation of non-metallic inclusions as well as on the nanoprecipitation
behavior in the as-cast condition. As it is discussed in the next sections, the results allow us to clarify
the effects of RE addition (amount) on inclusion characteristics (size and composition) and also on
the nanoprecipitation of Nb- and V-carbonitrides, which is directly related to the nature of inclusions
formed in each alloy.
2. Experimental Procedure
2.1. Casting and History of Samples
Clean scrap steel was melted in a 100 kg capacity induction furnace under the air atmosphere.
Once the melt reached to 1650 ◦ C, the amounts of alloying elements were adjusted and the chemical
composition was measured by using the Optical Emission Spectrometry (OES) technique on site. Since
rare earth elements are strong oxide forming elements, it is desirable to add misch metal to the molten
steel when the oxygen level is as low as possible. In order to meet this requirement, aluminum was
added as deoxidizer to the melt prior to pouring the melt into the carrying ladle and adding the RE.
Three different amounts (2.5, 7 and 9 gr) of misch metal, containing 37.8 wt. % La and 62.1 wt. %
Ce, were placed at the bottom of the 25 kg capacity carrying ladle as the last addition. In fact, the same
melt with a base composition (Table 3) was used for all the castings while different amounts of RE
were added to the melts to ensure obtaining the same compositions as the base steel but with different
amounts of RE. The loss of RE elements in steelmaking is remarkably practice-dependent while many
conducted studies only reported the amount of added rare earth elements per kg of molten steel.
Hereupon, the amounts of RE in the ingots were measured by the Inductively Coupled Plasma (ICP)
technique, the results of which are given in Table 4. In addition, the amount of O and N in the ingots
was measured by using a gas analyzing equipment (model: LECO TC-436 AR (LECO Corporation,
Saint Joseph, MI, USA) for the studied steels; the results are shown in Table 4. Regarding the amount
of sulfur in these steels, it did not change compared to that of the base steel (Table 3). This result
seems reasonable because the misch metal was added to the ladle after deoxidation and removal of
ﬂoated impurities (steel slag); thus, RE would not have a considerable effect on the S content and this
element would place in solid solution as well as forming the sulﬁde particles distributed through the
as-cast ingot.
The ingots experienced homogenization treatment at 1100 ◦ C for 5 h, and then smaller test samples
were normalized at 950 ◦ C for 30 min prior to their inspection under the microscopes.
Table 3. Chemical composition of the base microalloyed steel (Fe to balance).
Elements C
wt. %

0.16

Si

Mn

S

P

V

Nb

Mo

Cu

Al

Cr

0.30

1.00

0.01

0.02

0.11

0.05

0.01

0.09

0.04

0.06

Table 4. Amounts of rare earth (RE) elements (La and Ce), O and N in different samples.
Elements, ppm

Steels
RE1
RE2
RE3
RE4

Ce

La

Ce + La

O

N

<10
37.5
127.0
192.0

<10
17.5
72.5
100.0

—
55.0
199.5
292.0

96 ± 10
116 ± 35
93 ± 6
110 ± 14

113 ± 4
114 ± 3
112 ± 3
114 ± 1
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2.2. Sample Preparation and Metallographic Observations
Prior to inspection by Optical Microscopy (OM), the steel samples were ground and polished
using standard metallographic procedures. Inclusion characterizations are usually carried out on
optical micrographs taken from the polished surface to achieve better contrasts between the inclusions
and the matrix. Therefore, the microstructure was characterized in the as-polished condition. Since the
surface of the samples might react with water, the samples were dryly ground. In addition, special
care was taken during grinding and polishing; controlled force was exerted on the samples during
grinding to prevent removal of inclusions from the surface. In addition, a lubricant, which was a mix
of ethanol and DP-Lubricant Blue (DP stands for Diamond Polishing; Struers Aps, Ballerup, Denmark),
was used for polishing to ensure prevention of oxidation or any possible errors committed through
the assessment of inclusions. In the last step of this preparation, ethanol was also used to remove
any products coming from the polishing steps. The characterization of the area fraction, average area
and roundness factor of the inclusions was carried out with the aid of an image analyzing program
(Image J 1.47v, free software developed at the National Institute of Mental Health (NIMH), Bethesda,
MD, USA) on at least ﬁve random micrographs using the same magniﬁcation for all the steel samples.
For this characterization, the samples were extracted from the middle and 3 cm from the bottom of
each Y block ingots (Figure 1). Considering the inclusions as circular in 2D, the average size (d) was
√
calculated from their average area (A) according to d = 2 (A/π).
Scanning Electron Microscopy (SEM) in both Secondary and Back Scattered-Electron (SE
and BSE) imaging modes plus microanalyses of inclusions were carried out by using a scanning
electron microscope, model Hitachi S 4800 J (Hitachi Ltd., Chiyoda, Tokyo, Japan) with an Energy
Dispersive X-ray Spectroscopy (EDS, Oxford INCA (Oxford Instruments plc., Abington, Oxfordshire,
UK) capability. Similar to OM inspection, inclusion characterization by SEM was done on the
polished samples.
Transmission Electron Microscopy (TEM) observations were carried out using a microscope model
JEOL JEM 3000F (JEOL Ltd., Tokyo, Japan) equipped with an EDS unit (Oxford INCA) for elemental
analyses. The samples were prepared from 3 mm diameter discs ground to ~80 μm thickness and then
electropolished by Tenupol 5 (Struers Aps, Ballerup, Denmark) using 95/5: acetic/perchloric acid
electrolyte at room temperature and the voltage of 40 V.

Figure 1. Scheme of the Y-block ingot and the location of investigated sample in it.
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3. Results
3.1. OM Observations and Image Analyses of the Inclusions
Figure 2 shows characteristic optical images of distribution of the inclusions in different polished
samples for steels R1, R2, R3 and R4, respectively. The average area fraction, average surface area
and average roundness factor of the inclusions for the different steels are given in Table 5. These
parameters were calculated from the images similar to those shown in Figure 3.
Considering the errors reported in Table 5, these values comprise of standard error (E) and also
the errors imposed by the holes/gaps appeared on the polished surface. The value of E was calculated
from the standard deviation (σ) and the number of measured inclusions (n) according to American
√
Society for Testing and Materials (ASTM E2586): E = σ/ n. It should be noted that the average area of
the inclusions have been estimated with respect to the total area covered by the inclusions and also
the gaps appeared around some of the inclusions in the microstructure. It is very difﬁcult to conclude
whether the black particles, appeared in the OM images, are inclusions or pores. From the OM images,
the gaps are not easily distinguishable as they appear with a similar color/contrast as the inclusions.
However, they can be better differentiated in the SEM images, especially when using both SE and BSE
imaging modes. The area covered by these gaps has been estimated and considered in calculation of
the error of the reported results. The gaps themselves can be divided into two groups: (i) those caused
during cooling by different thermal expansion coefﬁcient between the inclusion and matrix; and (ii)
those in which a broken part of an inclusion has been removed (a broken MnS particle as an example).
This latter case has been avoided in this work by undertaking a careful metallographic preparation of
the samples (which has been described in Section 2.2) and its contribution can be regarded as negligible.
By considering the area covered by the gaps and by undertaking this correction, the intention of the
authors has been to give the most accurate value for the area fraction of the inclusions. It should be
noted that the gaps caused by thermal contraction have been more often observed in RE1 and RE2
rather than RE3 and RE4 steels. However, because of the reasons mentioned, there might be a minor
error in the results of RE1 and RE2. The sum of the error given in Table 5 represents ≤5% of the average
value measured for each sample.
It is known that area fraction/volume fraction (V) and mean diameter (dm) of the particles would
affect the magnitude of mean free path (λ) between those particles according to Equations (1) and
(2) [22–24], both of which result in a larger mean free path between the inclusions for the data obtained
for steel RE3. According to Equation 1, this value was calculated to be around 12.4, 11.6, 14.1 and
11.4 μm for the data obtained for steels RE1, RE2, RE3 and RE4, respectively:
λ=

4(1 − V)
dm,
3V

(1)

(1 − V)
dm.
(2)
V
In addition, the results in this table also show that inclusions in samples RE3 and RE4 have an
average roundness factor closer to 1 compared to the steels RE1 and RE2. This is clearly depicted in
the images shown at higher magniﬁcation in Figure 3; these optical micrographs show that in RE1
(sample without RE) and RE2 (sample with 55 ppm RE), the roundness of inclusions is low (Figure 3a,b)
while the roundness of the particles in RE3 and RE4 samples is closer to 1 (Figure 3c,d). It should be
noted that, although the difference between average roundness factors is about 10–15 percent, the
micrographs show a remarkable difference in roundness factor for the coarser inclusions. This is
due to the fact that small inclusions in all samples look spherical (with roundness close to 1), which
would affect the magnitude of the average roundness factor of inclusions for the different samples.
Furthermore, in the micrographs shown in Figure 3, dark areas surrounded by gray envelope can be
distinguished almost in all cases.
λ=

7

Metals 2017, 7, 377

Figure 2. Optical micrographs showing the characteristic distribution of inclusions in steels: (a) RE1,
(b) RE2, (c) RE3 and (d) RE4.
Table 5. Inclusion characteristics in different samples.
Steels

Area Fraction, %

Average Area,
(μm2 )

Average Size,
(μm)

Average
Roundness Factor

RE1
RE2
RE3
RE4

0.123 ± 0.004
0.138 ± 0.005
0.105 ± 0.004
0.134 ± 0.005

1.35 ± 0.06
1.54 ± 0.07
1.21 ± 0.04
1.38 ± 0.05

1.31
1.40
1.24
1.32

0.71 ± 0.02
0.74 ± 0.03
0.83 ± 0.02
0.82 ± 0.03

Figure 3. Morphologies and distribution of inclusions in steels: (a) RE1, (b) RE2, (c) RE3 and (d) RE4 at
higher magniﬁcation.
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3.2. Inclusion Characterization by SEM
3.2.1. Sample RE1
Figure 4 shows SEM images of characteristic inclusions observed in sample RE1 along with
their microanalyses. It can be seen in Figure 4a that the roundness of the inclusion particles is low.
In addition, in this ﬁgure, black areas could be considered as a gap/hole between the inclusion
and the matrix. These gaps have been reported as one of the reasons for steels susceptibility to
brittleness [25]. Figure 4b (spectrum No. 4) shows a considerable accumulation of Nb in the vicinity of
these inclusions. A detailed evaluation of the larger inclusions in this sample using SE and BSE imaging
modes (Figure 5a,b) revealed that there are white areas around the MnS particles. Microanalyses of
these areas illustrate that there exist aggregations of Nb-rich phases (likely NbC) on the surface of MnS
particle (Figure 5c). It is important to be mentioned that the use of Wavelength Dispersive Spectroscopy
(WDS) should be considered if better limits of detection or accurate and precision performance is
searched for light elements (C, O, N); thus, the results obtained for the light elements should be taken
with caution.
The elemental distribution map of an inclusion in RE1 (Figure 6) conﬁrms the accumulation of
considerable amounts of Nb around the MnS. In addition, the micrographs show an Al2 O3 inclusion
surrounded by a MnS particle, which suggests the possibility of MnS nucleation on these oxides. This
type of synergy between Al2 O3 and MnS particles has been often observed in the microstructures. It
is noteworthy that, for the steels deoxidized with aluminum, Al2 O3 particles exist as non-metallic
inclusions having unique faceted shapes, clusters of which tend to remain in solidiﬁed steels [26].
Apart from the Al2 O3 , another dark area can be seen in the bottom left part of this inclusion, which,
according to the microanalyses, is suggested to be an Si-oxide particle probably originated from casting
in the sand mold. As it can be seen, some parts around this particle have been probably removed
during the preparation process.

Figure 4. (a) SEM (Scanning Electron Microscopy) micrograph and (b) EDS (Energy Dispersive X-ray
Spectroscopy) results of the inclusions in steel RE1.

9
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Figure 5. SEM micrographs in (a) BSE (Back Scattered Electron) and (b) SE (Secondary Electron) modes
and (c) the results of EDS analysis of the inclusion observed in steel RE1.

Figure 6. (a) BSE and (b) SE images of inclusion appeared in steel RE1 and (c) its elemental mapping.
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3.2.2. Sample RE2
Figure 7 shows the SEM images and elemental map of an inclusion in sample RE2. Despite the
addition of RE to this sample, there is not a signiﬁcant change in the nature of inclusions; MnS could
be considered as a dominant inclusion surrounding Al2 O3 . According to the elemental mappings, the
existence of (La,Ce)-rich phases in the vicinity of Al-oxide would unveil the possibility of formation of
these components on the preexisted Al2 O3 . Similar to steel RE1, precipitation of considerable amount
of Nb-rich phases (white area) can be clearly seen around MnS in this steel (Figure 7a). Finding these
NbC precipitates at the surface of MnS inclusions was not surprising, as the elements like Al, Mn,
La or Ce form inclusions (oxy-sulphides) in the melt or in the pasty region ﬁrst, while NbC particles
would nucleate and grow/coarsen after the formation of these inclusions has taken place.

Figure 7. SEM micrographs in (a) BSE and (b) SE imaging modes of an inclusion appeared in steel RE2
and (c) its elemental mappings.

3.2.3. Samples RE3 and RE4
Figure 8 illustrates a complex inclusion observed in the microstructure of sample RE3. According
to the microanalyses (elemental map), this complex inclusion is mainly composed of a cluster of
cubic light particles all over this inclusion. Due to the high content in La, Ce, Al and O of these
cubic particles, they seem to be (RE,Al)-based oxides (likely (RE,Al)2 O3 ). The results of the EDS
microanalysis performed on one of these cubic (Figure 8d) approve that due to the high oxygen
content, the cubic light particles are oxides as labeled in Figure 8a. Previous reports indicated and
discussed the agglomeration tendency of these cubic inclusions to lower the contact area with molten
11
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steel [26]. In addition, some small gray particles can be seen in SEM images, which are based on the
microanalyses, are believed to be (RE,Mn)S. In addition to these particles, a darker phase similar to
those observed in Figures 6 and 7 can be distinguished in this complex inclusion, which, according to
the elemental mappings, is proposed to be Al2 O3 type. These particles are distributed in the matrix of
this inclusion, which seems to consist of RE-sulﬁdes. Despite the addition of RE to sample RE2, such a
complex inclusion has not been observed in that sample. Regarding the complex inclusion illustrated
in Figure 8, there is no sign of Nb-rich areas in the outer surface of the inclusions, which have been
noticed in RE1 and RE2 (Figures 5–7). It is worth mentioning that, although the Mn-containing particles
co-exist with Al2 O3 in RE1, RE2 and RE3, in the latter steel, the presence of Mn is much scarcer.
A characteristic inclusion in sample RE4 and its microanalyses are illustrated in Figure 9. As
observed in steel RE3, the EDS analysis shows the co-existence of Al2 O3 particles with RE inclusions in
sample RE4. It should be also mentioned that in this sample the presence of Mn could not be detected
as part of the inclusion composition, suggesting that MnS has not been formed (Figure 9c) in this
sample. This is possibly due to the fact that sulfur has been linked to La/Ce and there is little sulfur
available for the formation of MnS. In fact, when RE consumes S to form RE(S,O)/RES, the content of
S in solid solution as well as its activity will be decreased, lowering the possibility of MnS formation
in the presence of RE. Thus, it can be proposed that the rest of the sulfur exists in the form of solid
solution in the matrix. In addition, in a similar way as for RE3, inclusions in sample RE4 do not show
the accumulation of Nb on the inclusion–matrix interfaces.

Figure 8. SEM micrographs in (a) SE and (b) BSE modes of a complex inclusion modiﬁed by 199.5 ppm
RE, (c) elemental map of the corresponding inclusion in RE3 steel, and (d) the EDS results of spectrum 1.
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Figure 9. SEM micrograph in (a) BSE and (b) SE modes, (c) EDS analysis of a complex inclusion
observed in steel RE4.

4. Discussion
4.1. Nature of Inclusions: Volume Fraction, Size and Roundness
In order to complement and discuss the results obtained in this investigation, equilibrium phases
and their transformation temperature ranges were calculated by means of Thermo-Calc® (Solna,
Sweden), which is a thermodynamic software based on the CALPHAD (Computer Coupling of Phase
Diagrams and Thermo-chemistry), using TCFE8 database and using the chemical composition of the
base steel (Table 3). It should be mentioned that the database does not contain information regarding
the inﬂuence of RE elements on equilibrium phase formation. Although these simulations do not
take into account the inﬂuence of RE-alloying elements, they still give very useful information to
understand some of the experimental observations presented in this investigation.
Figure 10 reveals that Al2 O3 exists in the molten steel at temperatures even above 1500 ◦ C, but
MnS is present at the lower temperature range of the pasty region (<1464 ◦ C). These data predict
that, during solidiﬁcation, alumina (Al2 O3 ) would be formed ﬁrst, followed by MnS. This sequence
of formation would explain observations like that provided in Figure 6; alumina inclusions already
present in the molten steel at high temperatures would be used as nucleation sites by MnS particles,
which do form at lower temperatures. As a result, complex inclusions with an inner alumina core and
MnS crust would be formed.
As it has been mentioned above, the Gibbs free energy of the formation of RE sulﬁdes is so
negative (Table 1); thus, these components form right after the RE addition into the molten steel. It
seems that 55 ppm addition of RE into the steel (RE2) was not sufﬁcient to consume a considerable
amount of the sulfur in molten steel and, thus, some free sulfur also combined with Mn to promote
the formation of MnS in RE2 (same as in RE1). Higher level of RE additions (RE3 and RE4) would
lead to almost the complete consumption of the sulfur to form sulﬁdes or oxysulphides, reducing the
concentration of free sulfur in the molten steel considerably. In this case, the amount of sulfur available
to form MnS, would be negligible, which could explain why this inclusion can hardly be found in steel
RE3 (Figure 8) or has not been observed in the analysis presented in Figure 9. In other words, when
the amount of RE addition is high enough to consume the entire or considerable amount of sulfur, the
formation of MnS would be avoided and all the Mn would remain in solid solution.
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Figure 10. (a) equilibrium phases and solidiﬁcation temperature range and (b) maximum temperature
at which different equilibrium phases are present in the base steel according to Thermo-Calc predictions.

It was shown in Table 5 that, in comparison with the base steel, a low level of RE addition (55 ppm,
RE2) results in having a higher area fraction of inclusions with a larger size while a higher level of rare
earth addition (199.5 ppm, RE3) could decrease both their area fraction and average size. The same
results (higher fraction of inclusions with low level of RE addition) has been reported earlier [10], where
the authors claimed that this outcome would be contributed to the ﬂoatability of the inclusions (oxides,
sulﬁdes and oxy-sulphides) in the presence of RE and also to the location in the ingot from which the
studied samples have been taken. In fact, the modiﬁcation of the oxide inclusions to oxysulphides
improves their ﬂoatability because of the lower density of oxysulphides/sulﬁdes compared to oxides.
Hence, with the formation of RE sulﬁdes/oxysulphides, especially regarding the modiﬁcation of
Al2 O3 clusters, RE3 steel achieved the lowest area fraction of inclusions by promoting the ﬂoatability
of inclusions towards upper part of the ingot (this kind of complex inclusion that has been trapped
during solidiﬁcation is shown in Figure 8). In steel RE4, it seems that an excessive amount of RE has
promoted a higher area fraction of inclusions with a larger average size, which could be caused by the
higher activity of RE elements. Considering the cleanliness and associated mechanical properties of
steels, it has been pointed out that the excessive amount of RE in steel should be avoided [5,25].
In this case, for the investigated type of microalloyed steel, it seems that 200 ppm of RE would be
enough in order to avoid the formation of MnS as preferential sites for Nb accumulation and reach a
high roundness factor. A higher level of RE addition beyond this amount would result, as discussed
before, in having a greater volume fraction of inclusions with larger size, which is detrimental for steel
properties [3].
In addition, it was found that, in comparison with the inclusions observed in samples RE1 and
RE2, the roundness factor of inclusions in RE3 and RE4 is closer to 1, which could be attributed to the
formation of RE(S,O)-Al2 O3 inclusions in the molten steel and reaching the minimum surface energy
with the melt [23].
4.2. Inﬂuence of RE Addition on the Accumulation of Nb-Rich Phases Around MnS and Nanoprecipitation
It is well documented that, among the microalloying elements, Nb plays the most important role
as a solid solution strengthener and it also forms very ﬁne precipitates in the matrix that can contribute
to grain reﬁnement and precipitation hardening in the microalloyed steels [27–35]. Therefore, the
formation of coarse Nb(C,N) precipitates would reduce the amount of Nb available in solid solution
to strengthen through nanoprecipitation. As it has been shown previously, it is evident that Nb
accumulates around MnS in RE1 and RE2 samples (Figures 5–7), likely forming large NbC and/or
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Nb(C,N) precipitates. According to the thermodynamic calculations, NbC precipitates form in the
solid state (austenite) below ~1177 ◦ C (Figure 10).
In addition, it is known that the presence of heterogeneous nucleation sites in the matrix, like
MnS inclusions for Nb-rich phases, can even alter the formation range of Nb(C,N) precipitates, shifting
it to higher temperatures [23]. To dissolve these primary large Nb-rich carbonitrides, the steel would
have to be heated to very high temperatures [36], which is not always easy to reach. In contrast to MnS
particles observed in steels RE1 and RE2, (La,Ce)(S,O)-Al2 O3 inclusions do not seem to be preferential
sites for Nb(C,N) nucleation in steels RE3 and RE4 (Figures 8 and 9).
The presence of the nanoprecipitates in the matrix has been characterized by TEM in steels RE2
and RE3. Figure 11 reveals the presence of few V-rich precipitates in the microstructure of sample
RE2; these precipitates are also rich in Nb, which suggests that complex (Nb,V)(C,N) precipitates have
been formed. According to the thermodynamic calculations, V-rich precipitates would only form at
temperatures much lower than that of Nb(C,N) (<837 ◦ C). As it has been shown in Figure 7, large
Nb(C,N) particles have precipitated at the surface of MnS inclusions in steel RE2, reducing the amount
of Nb in solid solution available to promote nanoprecipitates in the steel matrix, which is the reason
why they have not been detected so easily in this steel. In contrast to RE2, large Nb(C,N) precipitates
have not been observed at inclusion surfaces and the microstructure of RE3 sample shows the presence
of several Nb-rich precipitates (Figure 12). These precipitates are also rich in V, although its presence is
much lower than Nb. As mentioned above, previous studies [20,21] have suggested that RE addition
increases the amount of Nb dissolved in solid solution in the austenite, which would allow forming
Nb(C,N) nanoprecipitates during cooling in the matrix.
There is limited information in the literature concerned with the mechanism by which RE addition
could affect the formation of NbC precipitates in steels. However, the present results suggest that its
formation is associated with the presence of MnS inclusions in the microstructure. The addition of
signiﬁcant concentrations of RE elements in RE3 and RE4 samples would promote the formation of
(La,Ce)(O,S) inclusions in the melt and the removal of the sulfur from solid solution. As a consequence,
the formation of MnS is inhibited (no sulfur available in solution) and the formation of coarse
Nb-rich phases is avoided, as these do not seem to form at the surface of (La,Ce)(O,S) and only
at MnS inclusions.

Figure 11. TEM (Transmission Electron Microscopy) micrograph of steel RE2 presenting V-rich
precipitate along with its EDS microanalysis.
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Figure 12. TEM micrograph of steel RE3 presenting Nb-rich precipitates along with their
EDS microanalysis.

It is known that the difference between the thermal contraction of inclusions and the matrix
during cooling can create stress ﬁelds around the inclusions leading to the adjacent matrix deformation
or discontinuity between the matrix and inclusion [37–39]. Figure 13 illustrates the thermal expansion
coefﬁcients of conventional inclusions and includes data from different references [40–42]. This ﬁgure
has been copied, with permission, from Figure 10 in reference [43]. If the thermal expansion coefﬁcient
of an inclusion is lower than that of the matrix (ferrite), like that of Al2 O3 , stress ﬁelds appear around
the inclusions; however, in the case of higher contraction coefﬁcient than ferrite e.g. MnS, vacancies
and subsequently gaps could appear [37]. It can be seen that MnS has one of the highest values among
the typical inclusions while Al2 O3 and other oxides have lower values. It is worth mentioning that the
thermal expansion coefﬁcient of ferrite lies between the values for MnS and Al2 O3 , which is reported
to be around 11 × 10−6 (1/◦ C) [44]. In addition, based on the ThermoCalc predictions (Figure 10),
the investigated steels are hyper-peritectic type; i.e., delta ferrite is the ﬁrst phase that solidiﬁes from
molten steel during cooling. In addition, MnS has been found to form in the lower range of the pasty
region. It is known that the solubility of sulfur in molten steel is higher than the solid state, so, as
solidiﬁcation proceeds, the sulfur concentration would build up in the remained molten steel, resulting
in higher sulﬁde formation [26]. In addition, non-equilibrium condition/heterogeneous nucleation can
alter the formation temperature of MnS to higher temperature. Both phenomena would lead to the
formation of MnS in the temperature range where delta ferrite coexists with the molten steel. In other
words, the proposed mechanism considers the difference between the thermal expansion coefﬁcient of
MnS and the delta ferrite, while when it is compared with that of austenite, such a difference does
not exist. For RE-based inclusions, this factor has been reported to be similar to that of ferrite [38,45].
Eventually, due to the considerable difference between the thermal contraction of MnS and delta ferrite,
MnS creates stress ﬁelds at its interface with matrix as well as losing its solid continuity, which is
likely to remain even after transformation of delta ferrite to austenite. Thus, these areas could provide
preferential sites for Nb accumulation/precipitation at high temperature, as it has been experimentally
observed in this investigation.
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Figure 13. Thermal expansion coefﬁcient of conventional inclusions found in steels; this Figure has
been copied from Figure 10 in reference [43].

5. Conclusions
The major ﬁndings of the present investigation have been highlighted as follows: according to
SEM results, RE addition can change the nature of inclusions formed during casting. In the base and
low RE-added steels, Al2 O3 exists in the molten steel and MnS inclusions form in the pasty region at
lower temperatures, sometimes nucleating at these alumina particles and forming complex inclusions.
Higher level of RE additions to the base steel (RE3 and RE4) promotes the formation of inclusions with
an RE-based matrix instead of Al2 O3 -MnS inclusions that can modify the Al2 O3 cluster as well.
The results of image analyses showed that the inclusions observed in RE3 and RE4 are rounder
than those Al2 O3 -MnS found in RE1 and RE2. The rest of parameters e.g., area fraction and size of
the inclusions did not follow a clear trend; compared to RE3, inclusions in steel RE4 were larger with
higher area fraction that can lead to poor mechanical properties.
Formation of MnS was suppressed in steels RE3 and RE4, which has been found to serve as
preferential sites for the precipitation of Nb-rich phases. As a consequence, alloying the steel with
more than 200 ppm of RE inhibited the formation of coarse Nb-based precipitates. Thus, Nb remains
in solid solution and available for nanoprecipitation as NbCN.
The precipitation of Nb-rich phases on MnS inclusions would be due to the difference in the
thermal expansion coefﬁcient between the matrix and the MnS particles. This difference could cause
stress ﬁelds as well as solid discontinuity at the interface of MnS with matrix during cooling providing
nucleation sites for Nb-rich phases.
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Abstract: Steel product markets require the rolled stock with further increasing mechanical
properties and simultaneously decreasing price. The steel cost can be reduced via decreasing the
microalloying elements contents, although this decrease may undermine the mechanical properties.
Multi-element microalloying with minor additions is the route to optimise steel composition and keep
the properties high. However, this requires deep understanding of mutual effects of elements on each
other’s performance with respect to the development of microstructure and mechanical properties.
This knowledge is insufﬁcient at the moment. In the present work we investigate the microstructure
and mechanical properties of bainitic steels microalloyed with Cr, Mo, Nb and V. Comparison of
0.2 wt. % Mo and Cr additions has shown a more pronounced effect of Mo on precipitation than
on phase balance. Superior strength of the MoNbV-steel originated from the strong solid solution
strengthening effect. Superior ductility of the CrNbV-steel corresponded to the more pronounced
precipitation in this steel. Nature of these mechanisms is discussed.
Keywords: steel; thermomechanical processing; microstructure characterisation; mechanical
properties; molybdenum

1. Introduction
In high strength low alloyed steels Mo is well known to provide phase balance strengthening,
via facilitating the bainite transformation [1–5], and solid solution strengthening [6–9]. It can
decrease the rate of dynamic recrystallization of austenite [10–12], which may lead to grain
reﬁnement. Sometimes Mo can contribute to precipitation strengthening through formation of Mo-rich
carbides [13–16]. Although its main effect on precipitation is via the increase in solubility of Ti [17,18]
and Nb [10] in austenite, resulting in decreased sizes and increased number densities of Ti- and Nb-rich
particles [19–23], which are essential for the precipitation strengthening from Ti- and Nb-rich particles.
Similar to Mo, Cr facilitates the bainite transformation [24–26], may precipitate in complex Cr-rich
carbides [27–29], and increases solubility of Ti [30,31] and Nb [30,32,33]. In particular, Cr was observed
delaying Fe3 C precipitation in low carbon steel [34]. However, the solid solution strengthening
effect of Cr is ~6 times weaker than this of Mo [35], and, therefore, Cr is less affective in retarding
recrystallization [36,37].
Amongst the published data, effects of Mo and Cr in multi-microalloyed steels, in particular
containing V, are rarely reported. In 0.042C-0.3Mo-1.0Cr-0.08V steel coiled in the temperature range
Metals 2018, 8, 134; doi:10.3390/met8020134
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of 180–530 ◦ C, Hutchinson et al. [38] observed bainitic microstructures with average ferrite grain
size of 3 μm. Increased to 640–770 MPa proof stress was suggested to originate mainly from high
dislocation density in bainite and, in particular, dislocation pinning by V(C,N) precipitates. In another
work, Kong et al. [39] investigated mechanical properties of 0.064C-0.22Mo-0.21Cr-0.031Nb-0.031V
steel thermomechanically processed in a temperature range of 1150–800 ◦ C and cooled at the rate of
20–30 ◦ C/s to 430–550 ◦ C ﬁnish cooling temperature. The yield stress in the range of 530–710 MPa
was attributed to the narrow width of bainitic ferrite lath (about 0.52 μm), although precipitation of
TiNbV-rich particles was also observed. Abbasi and Rainforth [40] studied the microstructure and
mechanical properties in MoNbV microalloyed ferritic steel. Simultaneous additions of 0.08 wt. % Mo
and 0.04 wt. % Nb to 0.12C-0.16V ferritic steel resulted in precipitation of MoNbVC and decreased size
of VC particles, which was explained by the improved temperature stability and reduced coarsening
rate of multi-element precipitates. Increased steel hardness with Nb and Mo microalloying was related
to ﬁner ferrite grain size and higher number density of VC particles in the NbMoV-microalloyed
steel. In this work we advance the knowledge of multi-microalloyed steels in the following aspects:
(i) compare the effects of minor Mo and Cr additions on phase transformation and particle precipitation
in low carbon NbV-microalloyed bainitic steels; (ii) analyse the microstructure-property relationship in
the newly developed steels with 700–850 MPa of yield stress; and (iii) investigate the effect of high
temperature strain (in the recrystallization temperature region) on room temperature microstructure
and mechanical properties. The effect of high temperature (>1000 ◦ C) strain is important to study
because increased strain values may enhance recrystallization of austenite (reﬁne grain size) and
accelerate precipitation of MoNbV-rich particles [10,23,28,41] (reduce Mo solid solute concentrations).
Consequently, the grain size, precipitate number density and solute atom concentrations will affect the
ambient temperature mechanical properties.
2. Materials and Methods
Two steels containing 0.08C, 1.5Mn, 0.3Si, 0.2Ni, 0.03Al, 0.003S, 0.015P, 0.01N, 0.06Nb, 0.12V and
either 0.3Cr-0.2Mo or 0.5Cr-0Mo (wt. %), denoted below as MoNbV-steel and CrNbV-steel respectively,
were melted in a 60 kg induction furnace and cast as 75 × 100 × 150 mm3 blocks by Hycast Metals Pty,
Sydney, Australia. The blocks were homogenised at 1250 ◦ C for 30 h, to equalise chemical composition,
then forged in the temperature range of 1250–900 ◦ C along the 100 mm side to 28 mm plate thickness,
to assure 3.5 times reduction of the as-cast microstructure. The forged plates were cut into standard
20 × 15 × 10 mm3 Gleeble samples. Thermomechanical processing in Gleeble (manufactured by
Dynamic Systems Inc., Poestenkill, NY, USA) was conducted using two schedules:
-

-

Austenitising at 1250 ◦ C for 180 s, followed by cooling to 1175 ◦ C at a cooling rate of 1 ◦ C·s−1 ;
First deformation at 1175 ◦ C to 0.3 (low strain schedule) or 0.35 (high strain schedule) strain at
5 s−1 strain rate, followed by cooling to 1100 ◦ C at a cooling rate of 2 ◦ C·s−1 ;
Second deformation at 1100 ◦ C to 0.35 (low strain schedule) or 0.50 (high strain schedule) strain at
5 s−1 strain rate, followed by cooling to 1000 ◦ C at a cooling rate of 25 ◦ C·s−1 ;
Third deformation at 1000 ◦ C to 0.25 strain at 5 s−1 strain rate, followed by cooling to 900 ◦ C at a
cooling rate of 30 ◦ C·s−1 ;
Fourth deformation at 900 ◦ C to 0.25 strain at 5 s−1 strain rate, followed by holding at
this temperature for 10 s and cooling to 500 ◦ C at a cooling rate of 30 ◦ C·s−1 to assure
bainite transformation;
Holding at 500 ◦ C for 900 s to simulate coiling, followed by air cooling to room temperature.

The processing schedule parameters (deformation temperature range, total strain and strain per
pass, strain rate, and cooling rate between passes) have been deﬁned to model the industrial rolling
process within reasonable limits of the Gleeble simulator.
Microstructure characterisation for the four studied conditions was carried out using optical,
scanning (SEM) and transmission (TEM) electron microscopy. For optical and SEM microscopy,
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the Gleeble samples were cut parallel to the normal direction (ND)–rolling direction (RD) plane,
where ND is the compression direction and RD represents the rolling direction in Gleeble simulation.
For TEM and tensile properties testing the samples were cut parallel to the normal direction
(ND)–transverse direction (RD) plane. Optical and SEM sample preparation included polishing
with SiC papers and diamond suspensions followed by etching with 5% Nital. Foils for TEM were
prepared by hand polishing with a number of SiC papers, pre-thinning on a dimple grinder, and ion
milling on a Gatan PIPS machine (manufactured by Gatan, Pleasanton, CA, USA). Optical microscopy
was conducted on a Leica DM6000M microscope (manufactured by Leica Microsystems, Wetzlar,
Germany) equipped with Leica Application Suite (LAS) 4.0.0 image processing software (developed
by Leica Microsystems). Scanning electron microscopy was carried out using a JEOL 7001F FEG
scanning electron microscope (manufactured by JEOL, Tokyo, Japan) operating at 15 kV for imaging
and 7 kV for energy dispersive X-ray spectroscopy (EDS) of precipitates. For the determination of
size of bainitic ferrite (the shortest distance between the martensitic grains) more than 400 randomly
located areas were manually measured in SEM images for each of four studied conditions. In the
SEM visible size range precipitation was scarce. Thus, only a limited number of 50 particles was
analysed for the determination of precipitate sizes, number density and area fraction values for each
of four studied conditions. The EDS semi-quantitative point analysis was carried out for 20 particles
for each studied condition using an AZtec 2.0 Oxford SEM EDS system (manufactured by Oxford
Instruments, Abingdon, UK). Transmission electron microscopy was conducted on a JEOL JEM2010
TEM microscope (manufactured by JEOL, Tokyo, Japan). For the analysis of <15 nm particle parameters,
200–500 precipitates were imaged for each of four studied conditions. The precipitates type was
analyzed using selected area diffraction. The foil thickness was measured to be ~80 nm; a convergent
beam diffraction technique was applied for this measurement [42]. Imaging of dislocation structure
was performed for the beam direction being close to [011] grain zone axis. Tensile testing for the
four studied conditions was carried out on a Kammrath and Weiss GmbH tensile stage. Testing was
performed using 3 mm wide, 1 mm thick and 7 mm gauge length ﬂat specimens. The constant
crosshead speed of 7 μm·s−1 was applied and resulted in 1 × 10−3 s−1 strain rate. Two specimens
were tested per condition.
3. Results
3.1. Grain Structure and Phase Balance
Optical, SEM and TEM microscopy showed in both steels a microstructure of mixed granular
bainite and bainitic ferrite (Figure 1). Blocky or elongated martensite was present as the second
phase. In both steels, the martensite crystals comprise a number of sub-grains with low angle (~10◦ )
boundaries between them in accordance with possible intervariant misorientation of 10.53◦ [43] for
Kurdjumov–Sachs relationship between the parent austenite (face centred cubic (fcc) crystal structure)
and product martensite (body centred cubic (bcc) crystal structure, observe the rotation of diffraction
patterns in neighbouring sub-grains in Figures 2 and 3). The diffraction analysis (points A, B and C in
Figure 2b, and points A and B in Figure 3b) conﬁrmed the bcc type of crystal structure of martensite.
Retained austenite was not observed. The average size of bainitic ferrite (the shortest distance between
bainitic ferrite-martensite boundaries across the bainitic ferrite area) was measured to be below 1 μm
(Table 1). The variation in the average sizes and shape of size distributions (Figure 4b) of bainitic
ferrite with steel composition and processing schedule was insigniﬁcant and could result from the
measurement error. However, a noticeable variation in the size of martensite grains was observed
(Figure 4c,d). Thus, for low strain processing, the maximum size of blocky grains was 16% smaller
and the maximum length of elongated grains was 40% shorter in the CrNbV-steel. For high strain
processing an opposite trend was observed: the average and maximum sizes of blocky grains were 64%
and 3.7 times, respectively, larger in the CrNbV-steel; and average and maximum length of elongated

23

Metals 2018, 8, 134

grains were 20% and 30%, respectively, larger in the CrNbV-steel. In addition for high strain processing,
the total fraction of martensite was 1.5 times higher in the CrNbV-steel.

Figure 1. Optical images of microstructures in (a,b) MoNbV-steel and (c,d) CrNbV-steel after (a,c) low
and (b,d) high strain processing.

Figure 2. TEM (a) bright ﬁeld image of microstructure and (b) dark ﬁeld image of martensite in
MoNbV-steel after low strain processing; (b) is from the white frame in (a); A, B and C diffraction
patterns were taken from the corresponding points in the dark ﬁeld image.
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Figure 3. TEM (a) bright ﬁeld image of microstructure and (b) dark ﬁeld image of martensite in
CrNbV-steel after low strain processing; (b) is from the white frame in (a); A and B diffraction patterns
were taken from the corresponding points in the dark ﬁeld image.

Figure 4. (a) A representative SEM image of microstructure in CrNbV-steel and size frequency
distributions of (b) bainitic ferrite; (c) blocky martensite and (d) elongated martensite for four
studied conditions.
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Table 1. Microstructural parameters and mechanical properties of the studied steels.
Parameters

Low Strain

High Strain

0.95 ± 0.45

0.84 ± 0.42

0.72 ± 0.33

0.91 ± 0.45

fraction, %

20

11

20

17

average size of blocky grains, μm

1.4 ± 0.7

1.4 ± 0.6

1.2 ± 0.7

2.3 ± 2.0

maximum size of blocky grains, μm

5.0

2.8

4.2

10.4

average length of elongated grains, μm

2.8 ± 1.2

3.0 ± 1.3

2.7 ± 0.9

3.7 ± 1.8

maximum length of elongated grains, μm

8.3

8.0

4.8

10.4

average size, nm

42 ± 15

21 ± 4

27 ± 12

26 ± 13

number density, μm−2

0.27

0.91

0.95

1.67

area fraction

0.0003

0.0003

0.0006

0.0011

chemistry

75% with
MoNbV
25% with Mo

36% with
MoNbV
64% with Mo

59% with NbV
41% with Nb

58% with NbV
42% with Nb
2.8 ± 1.0

>20 nm
particles (SEM)

average size, nm

2.4 ± 0.5

3.2 ± 1.0

2.7 ± 0.7

number density, μm−3

15,667

9875

25,595

16,744

volume fraction

0.0001

0.0002

0.0003

0.0003

dislocation density, ×1015 m−2

0.93 ± 0.15

0.43 ± 0.10

0.85 ± 0.11

matrix unite cell size, nm

0.310

0.312

0.308

0.306

YS, MPa

850 ± 30

775 ± 35

765 ± 30

700 ± 20

UTS, MPa

1200 ± 45

1090 ± 40

1000 ± 25

975 ± 20

Elongation, %

14 ± 2

13.5 ± 2

16 ± 3

19.5 ± 2

<20 nm
particles (TEM)

chemistry

#

CrNbV Steel

High Strain

size of bainitic ferrite areas # , μm

martensite

MoNbV Steel
Low Strain

Cementite, Fe3 C
0.41 ± 0.10

The shortest distance between the martensitic grains. YS: yield stress; UTS: ultimate tensile strength.

3.2. Particle Precipitation
The SEM analysis revealed 20–70 nm precipitates in the bainitic ferrite in all four studied
conditions (Figure 5). However, the particle chemistry and number density varied with condition.
In the MoNbV-steel, the particles were mainly of two types: NbV-containing with/without Mo
and Mo-containing without Nb or V. In the CrNbV-steel, the particles were also of two types:
NbV-containing and Nb-containing (Figure 6). Detailed characterisation of the particle compositions
was outside of this paper scope; however, on the basis of previously published data we believe
that NbV-containing particles were MX type NbV(CN) [44–46], MoNbV-containing ones were
MoNbVC [13,47], and Mo-containing ones could be complex FeMoC [48]. The average particle
number density and area fraction were lower in the MoNbV-steel, compared to the CrNbV-steel,
for both processing conditions (Table 1). In the MoNbV-steel, with an increase in deformation strain
the average >20 nm particle size decreased (from 42 ± 15 to 21 ± 4 nm), number density increased
(from 0.27 to 0.91 μm−2 ), and the relative amount of Mo-containing particles to the total amount
analysed also increased (from 25% to 64%). In the CrNbV-steel, the average >20 nm particle size and
relative amount of Nb-containing particles did not show a signiﬁcant variation with strain, although
both the number density and area fraction increased (from 0.95 to 1.67 μm−2 and from 0.0006 to 0.0011,
respectively) with strain.
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Figure 5. SEM images of precipitates in (a,b) MoNbV-steel and (c,d) CrNbV-steel after (a,c) low and
(b,d) high strain processing.

Figure 6. Energy dispersive X-ray spectroscopy (EDS) spectra of (a) Mo and NbV containing particles
in the MoNbV-steel and (b) Nb and NbV containing particles in the CrNbV-steel.

The TEM investigation showed presence of 2–8 nm precipitates in the bainitic ferrite in all four
conditions (Figure 7). As the particles were too small for EDS, their nature was analysed using the
selected area diffraction technique. Numerous calculations (omitted here) suggested absence of Mo-,
Cr-, Nb- or V-rich carbides or nitrides in the TEM studied particle size range in both steels. Thus,
the particles were identiﬁed as Fe3 C exhibiting Bagaryatskii [49] orientation relationship to the bcc
(bainitic ferrite) matrix: [011]matrix  [001]Fe3C and [001]matrix  [321]Fe3C (Figure 8). Measurements
of d-spacing have shown d012 = 0.306 nm, d111 = 0.317 nm and d200 = 0.358 nm, which was slightly
larger than the theoretical values d012 = 0.281 nm, d111 = 0.302 nm and d200 = 0.337 nm calculated
using the Fe3 C lattice parameters a = 0.674 nm, b = 0.509 nm and c = 0.453 nm [50]. The unit cell
size of bcc (bainitic ferrite) matrix, measured using the TEM diffraction patterns, was also expanded
to 0.306–0.312 nm (Table 1) from the theoretical value of 0.286 nm. The Fe3 C expansion by 5–9%
corresponds to this of matrix by 7–9%. It is important to note, that the matrix expansion was larger in
the MoNbV-steel than that in the CrNbV-steel. The matrix expansion could result from an increased
concentration of solid solute atoms [51]. The average Fe3 C size did not vary signiﬁcantly with
steel composition and processing (was within the measurement error). However, the average Fe3 C
number density and area fraction were lower in the MoNbV-steel, compared to the CrNbV-steel,
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for both processing conditions (Table 1). With an increase in deformation strain the average 2–8 nm
particle number density decreased from 15,667 to 9875 μm−3 in the MoNbV-steel and from 25,595 to
16,744 μm−3 in the CrNbV-steel. Within the 2–8 nm size range an opposite trend was observed for
2–3 nm and 3–8 nm particles: amount of 2–3 nm ones decreased with strain and this of 3–8 nm ones
increased with strain (compared Figure 9a,b). An opposite trend with strain was also observed for the
2–8 nm particles (studied by TEM) compared to the >20 nm ones (studied by SEM): with an increase in
strain the number density of >20 nm particles increased and this of 2–8 nm ones decreased.

Figure 7. TEM bright ﬁeld images of precipitates in (a,b) MoNbV-steel and (c,d) CrNbV-steel after
(a,c) low and (b,d) high strain processing.

Figure 8. Selected area diffraction patterns of Fe3 C precipitates in (a) MoNbV-steel and (b) CrNbV-steel;
(c) determination of the matrix-particle orientation relationship for image (a) and (d) this for image (b).
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Figure 9. Number density distributions of precipitates studied by TEM for (a) >2 nm size range and
(b) >3 nm size range.

3.3. Dislocation Structure
Typical dislocation structure in the middle of bainitic ferrite areas is shown in Figure 10 and some
selected features are presented in Figure 11. In both steels, the average dislocation density in bainitic
ferrite was at the level of (0.9 ± 0.15) × 1015 m−2 after low strain processing and (0.4 ± 0.10) × 1015 m−2
after high strain processing (Table 1). These values correspond to the reported in the literature for
bainitic microstructures [52–54]. In the MoNbV-steel very high density dislocation walls surrounding
a low density interior (arrangements resembling cells) where occasionally observed (Figure 11a),
although they were not present in the CrNbV-steel. Bainitic ferrite areas closer to the martensite grains
exhibited a higher local dislocation density than the overall average (Figure 11b). In both steels the
dislocation arrays (Figure 11c,e), disintegrated walls (Figure 11d) and tangles (Figure 11f) were also
observed, mainly after high strain processing.

Figure 10. Representative TEM images of dislocation structure in (a,b) MoNbV-steel and
(c,d) CrNbV-steel after (a,c) low and (b,d) high strain processing.
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Figure 11. Selected TEM images of dislocation structure in MoNbV-steel after (a,b) low and (c,d) high
strain processing; and in CrNbV-steel after (e) low and (f) high strain processing.

3.4. Mechanical Properties
The MoNbV-steel showed higher strength, and slightly lower elongation, than the CrNbV-steel
(Table 1, Figure 12). The variations in yield stress (YS) and ultimate tensile strength (UTS) with steel
composition were higher for the low strain schedule: 85 MPa in YS and 200 MPa in UTS for the low
strain and 75 MPa in YS and 115 MPa in UTS for the high strain schedule. It is worth to note an opposite
trend in the elongation variation with strain: in the MoNbV-steel elongation slightly decreased with
strain, and in the CrNbV-steel it increased with strain.

Figure 12. Engineering stress-strain curves for four studied conditions.
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4. Discussion
According to various empirical equations [55–57]:
Bs = 830 − 270C − 90Mn − 37Ni − 70Cr − 83Mo,
Bs = 732 − 202C + 216Si − 85Mn − 37Ni − 47Cr − 39Mo,
Bs = 745 − 110C − 59Mn − 39Ni − 68Cr − 106Mo + 17MnNi + 6Cr2 + 29Mo2 ,
the bainite transformation start temperature, Bs , was similar in both steels: 605–628 ◦ C in the
MoNbV-steel and 612–631 ◦ C in the CrNbV-steel. These values can decrease by 40–70 ◦ C, if 0.06 wt. %
of Nb additions and 30 ◦ C·s−1 cooling rate are taken into account [58,59], reaching ~560 ◦ C in the
MoNbV-steel and ~565 ◦ C in the CrNbV-steel. A possible effect of deformation on Bs is difﬁcult to
assess quantitatively. Although it is known that pre-strain may increase Bs [60], due to an increase in
the number of bainite nucleation sites, and retard the bainite transformation rate following mechanical
stabilisation of austenite [61,62]. Thus, it is obvious that for 500 ◦ C ﬁnish cooling/holding temperature
we observed the bainitic microstructure in both steels. However, the Mo and Cr additions, and strain
variation did show some effects on: (i) dislocation structure in the bainitic ferrite and morphology of
martensite; and (ii) particle precipitation. Consequently, the mechanical properties varied.
4.1. Strain Effect on Phase Transformation and Precipitation
In both steels, higher strains should have enhanced DRX (dynamic recrystallization) and strain
induced precipitation. Although, the absolute values of grain size, particle number density and solid
solute concentrations could have been expected to differ with Mo and Cr contents. Thus, with strain
increase: (i) the average dislocation density in bainitic ferrite decreased in both steels; (ii) dislocation
cell arrangements did not form in the MoNbV-steel and disintegrated walls were present instead;
(iii) the fraction of martensite decreased in both steels, although by a different value: by 1.8 times in the
MoNbV-steel and by 15% in the CrNbV-steel; and (iv) the average and maximum sizes of blocky and
elongated crystals of martensite either remained constant or decreased in the MoNbV-steel, although
they have increased in the CrNbV-steel. All these could be explained if after higher strain processing
and more intense dynamic recrystallization of austenite (DRX) the prior austenite grain size (PAGS)
was smaller in the MoNbV-steel, due to more effective grain boundary pinning by Mo solute atoms,
and coarser in the CrNbV-steel, due to grain growth. Smaller PAGS would increase Bs temperature and
help nucleation of the bainitic ferrite. With sufﬁcient holding time, this would result in a low retained
austenite fraction available for the martensitic transformation. A slightly lower dislocation density in
bainitic ferrite after high strain schedule compared to the low strain one (Table 1), could be explained
by the increased Bs temperature and longer time at high temperature available for re-arrangement of
dislocations after bainitic ferrite formation.
With strain increase the >20 nm particles area fraction and number density increased and the
<20 nm volume fraction and number density decreased in both steels. This indicates faster nucleation
and growth of precipitates for the higher strain schedule. In addition, the amount of Mo-containing
particles in the MoNbV-steel increased with strain. All these support the expected intensiﬁcation of
strain induced precipitation of NbV-containing particles in both steels and Mo-containing ones in the
MoNbV-steel with strain increase.
Enhancement of strain induced precipitation should have resulted in decreased element
concentrations in solid solution and possible prior austenite strength decrease. If this occurred,
low strength austenite would be faster transforming to bainite (faster growth of the bainitic ferrite
would take place) [54], resulting in a lower fraction of retained austenite available for the transformation
to martensite during cooling to room temperature after holding. This could be another reason,
in addition to PAGS size variation, leading to a decreased fraction of martensite after the higher
strain processing.
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4.2. Mo and Cr Effects on Phase Transformation
For the low strain schedule, we observed insigniﬁcant effect of 0.2 wt. % Mo or Cr additions
on phase characteristics, in particular, the average size of bainitic ferrite areas, dislocation density in
bainitic ferrite, size of blocky and elongated grains of martensite, and martensite fraction. Although,
the maximum sizes of blocky and elongated martensite slightly increased with Mo content. This could
result from the variation in recrystallization stop temperature, Tnr , and prior austenite grain size (PAGS)
in the studied steels. Our measurements have shown Tnr to be higher in the MoNbV-steel, ~1000 ◦ C,
compared to the CrNbV-steel, ~975 ◦ C, which is in-line with Mo being a stronger recrystallization
retarding element than Cr [36,37]. Therefore, after 0.3 strain at 1175 ◦ C and 0.35 strain at 1100 ◦ C
(modest strain levels with respect to the rate of DRX) the PAGS could be slightly larger in the
MoNbV-steel as a result of partial DRX. A larger PAGS would result in a larger size of austenite
retained after holding at 500 ◦ C and, subsequently, a coarser martensite formed during the ﬁnal cooling
to the room temperature. Presence of diverse dislocation structure (cell walls) in the MoNbV-steel after
low strain processing could also result from a larger PAGS. Larger PAGS was observed accelerating
the bainite growth rate in low carbon steels [63].
For the high strain schedule, the effect of steel composition on microstructure was more
pronounced. Mo addition led to a decreased size (average and maximum) and lower fraction of
martensite. This could be explained if after a higher strain PAGS was smaller in the MoNbV-steel
(opposite trend to the low strain schedule). High strain levels would increase the rate of DRX in
both steels. However, in the MoNbV-steel the recrystallized ﬁne grain size would be preserved
by Mo solute atoms pinning the grain boundaries and preventing the grain growth. In contrast,
the solute drag effect of Cr atoms was weaker and the grain growth took place in the CrNbV-steel.
Smaller PAGS (larger grain boundary area) can facilitate nucleation of bainitic ferrite and increase the
Bs temperature [64]. Therefore, in the MoNbV-steel smaller PAGS resulted in smaller size and lower
fraction of the martensite.
4.3. Mo and Cr Effects on Precipitation
The effect of 0.2 wt. % Mo addition on precipitation was more pronounced than that of 0.2 wt. %
Cr. In the MoNbV-steel, Mo was present in >20 nm particles, although in the CrNbV-steel Cr did not
precipitate. The number density and area fraction of >20 nm Mo/MoNbV-containing particles were
3.5 and 2 times lower, for the low strain schedule, and 1.8 and 3.7 times lower, for the high strain
schedule, in the MoNbV-steel compared to the corresponding parameters of Nb/NbV-containing
particles in the CrNbV-steel. This indicates a stronger potential of Mo to increase solubility of C and
possibly of Nb and V in austenite than that of Cr, thus delaying the precipitation. The effect of Mo
addition on the C solubility was reported previously [65].
The number density and volume fraction of <20 nm Fe3 C particles were 1.6 and 3 times lower,
for the low strain schedule, and 1.7 and 1.5 times lower, for the high strain schedule, in the MoNbV-steel.
This suggests a stronger ability of Mo to retard Fe3 C precipitation than this of Cr. A combination
of several factors might be responsible for this. The tendency for C atoms to form Mo-C dipoles in
preference to Fe-C ones was reported previously [66]. This is linked to a higher binding energy between
Mo-C atoms (0.45–0.5 eV [67]) compared to the binding energy between the Fe and C in cementite
(0.40–0.42 eV [68,69]). A higher binding energy means that a higher activation energy is required
for C atom to jump into another position. The carbon diffusivity in Fe also changes in the presence
of different solutes and it was reported for both Cr and Mo that the activation enthalpy for carbon
diffusion in iron increases [70–72]. However, the carbon diffusivity in ferrite was decreased more in the
presence of Mo than of Cr [73]. Absence of Mo-, Cr-, Nb- or V-rich particle precipitation in the <20 nm
size range in both steels increased concentrations of these elements, carbon and, maybe, nitrogen in
solid solution. In addition, the solid solute concentrations could be higher in the MoNbV-steel, due to
less developed precipitation. This would correspond to a larger unit cell expansion of the bainitic
ferrite in the MoNbV-steel (0.310–0.312 nm) than that in the CrNbV-steel (0.306–0.308 nm). A larger
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effect of Mo than Cr on Fe lattice expansion is related to larger atom radius mismatch between Fe
(126 pm) and Mo (139 pm) than between Fe and Cr (128 pm) [74].
4.4. Microstructure-Mechanical Properties Relationship: Role of Solute Atoms
In spite of similar phase balance, grain size and dislocation density, and less pronounced
precipitation, the MoNbV-steel exhibited higher strength than the CrNbV-steel for both processing
conditions (Table 1). This could result from higher solid solution strengthening from Mo, Cr, Nb,
V, C and N atoms in the MoNbV-steel. To clarify this the contributions to yield stress from various
microstructural parameters have been calculated as follows:

•

from grain boundaries using the Hall–Petch equation:
σgs = σ0 + k·d−1/2 ,

•

where σ0 = 15 MPa and k = 21.4 MPa·mm1/2 are accepted for pure iron [75], and d is the size of
bainitic ferrite areas (the shortest distance between the martensitic grains);
from precipitation of >20 nm particles using the Ashby-Orowan equation [76], which assumes the
dislocation looping around relatively large particles:
Δσps1 =

•

√ 

D
10.8 f
,
ln
D
6.125 × 10−4

where f is the particle volume fraction and D is the particle diameter in μm;
from precipitation of <20 nm particles using the order strengthening relationship [77],
which assumes the dislocation cutting of relatively small, coherent particles:
Δσps2 = 0.81·M·

•

where M = 3 is the matrix orientation factor, b = 0.312–0.306 nm is Burgers vector accepted
according to the measured unite cell size of bainitic ferrite (Table 1), γ is the matrix-particle
interface energy assumed for the Fe-Fe3 C interface to be γ = 0.5 J·m−2 [78], and f is the particle
volume fraction;
from dislocations using the long range work hardening theory [79]:
Δσwh =

•



3πf 0.5
γ
·
,
2b
8

√
α
Gb ρ,
2π

where α = 0.5 is a constant, G = 85,000 MPa is the shear modulus, b = 0.312–0.306 nm is the
Burgers vector and ρ is the measured dislocation density;
the solid solution strengthening contribution from Mn and Si was estimated using the matrix
concentrations of these elements and the following relationship [76]:
Δσss(Si,Mn) = 83CSi + 32CMn ,
where CSi = 0.3 wt. % and CMn = 1.5 wt. % are Si and Mn concentrations in the bainitic ferrite
matrix, respectively.

A possible effect of martensite on the yield stress of studied steels was neglected in the calculation,
due to the martensite requiring higher stresses and strains, than bainitic ferrite, to start yielding.
As can be seen from Table 2, for both steels the major contribution to the YS was coming from
grain boundary strengthening, which is quite reasonable for the size of bainitic ferrite areas being
below 1 μm. Contributions from dislocations were in the same range of values, which is in-line with
similar dislocation densities measured in the studied steels. The solid solution strengthening from Si
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and Mn was the same for all four conditions, because the contents of these elements were similar in
both steels and their precipitation was not observed. For three cases, namely the CrNbV-steel in both
processing conditions and the MoNbV-steel after high strain processing, calculations overestimated
the yield stress (a negative value for the difference between the measured and total calculated yield
stress, Δ, was observed, Table 2). This can be related to two major reasons: (i) incomplete number of
dislocation-obstacle interactions really occurring, compared to the theoretical maximum assumed in
the applied equations; and (ii) the material inhomogeneity. Some volumes of the bainitic ferrite matrix
could be softer, due to lower solute atom concentrations or/and lower number density of precipitates
or/and lower dislocation density. These softer volumes would start yielding ﬁrst. However, for the
MoNbV-steel processed according to the lower strain schedule the measured yield stress was 89 MPa
(~12%) higher than the calculated value. This is in contrast to the lowest precipitation strengthening
contribution calculated for the MoNbV-steel subjected to the lower strain processing. The additional
strengthening in this condition could originate from two sources: (i) solid solute atoms of Mo, C and,
possibly, N; and (ii) atom clusters of Mo, Nb and V. Substantial strengthening from atom clusters was
recently reported for microalloyed steels [80–83]. In spite of qualitatively similar effects of Mo and Cr
on solubility of other elements, in the CrNbV-steel a possible strengthening from solute atoms and
atom clusters did not exhibit itself. Obviously, a quantitatively weaker effect of Cr on solubility resulted
in more pronounced precipitation and lower concentrations of microalloying elements available for
solid solution and cluster strengthening.
Table 2. Calculated contributions to the yield stress in the studied steels.
Calculated Contributions
Steel

Strain

Particles

Grain
Boundaries #

>20 nm

>20 nm

Dislocation
Density

Solid Solute
(Si, Mn)

Total

Experimental
YS

Δ*

MoNbV

Low
High

586
618

19
31

21
30

62
42

73
73

761
794

850
775

+89
−19

CrNbV

Low
High

675
595

37
52

37
37

58
40

73
73

880
797

765
700

−115
−97

For the largest areas of bainitic ferrite; * Δ is the difference between the experimental and total calculated yield
stress values.
#

For both steels, the measured yield stress decreased with an increase in strain during processing.
In the CrNbV-steel this corresponds to the decrease in grain size strengthening contribution (in trend
and value). However, in the MoNbV-steel the grain size and precipitation strengthening contributions
increased with strain. Obviously, in the MoNbV-steel these contributions did not compensate for the
decreased solid solution/cluster strengthening. This indicates a signiﬁcant role of solid solute atoms
and atom clusters as strengthening agents in bainitic microalloyed steels. With an increase in dislocation
density, associated with bainitic microstructure, a potential number of dislocation-atom/cluster
interaction sites may increase faster than the number of dislocation-precipitate interaction sites, due to
a very high density of atoms/clusters. Thus, the role of solute concentrations increases in bainitic
microstructures compared to the ferritic.
In the CrNbV-steel coarser martensite could be expected to decrease elongation for the higher
strain processing. However, an opposite trend was observed: the elongation has increased in the
CrNbV-steel for the higher strain schedule. This could have been related to more intensive dislocation
generation in the CrNbV-steel during tensile testing, leading to more homogeneous slip and delated
local micro-crack formation. The dislocation generation in the CrNbV-steel would be associated with
the increased number density of >20 nm particles for this processing condition. Nano-precipitates
were reported to stimulate dislocation generation [84,85].
Based on these a ﬁnal conclusion can be made with respect to the design of steel composition: if a
bainitic steel is required to exhibit superior strength, Mo should be used as a microalloying element,
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because it increases the solubility of other microalloying elements and increases the solid solution and
cluster strengthening effects; if a bainitic steels is required to exhibit higher ductility, Cr can be used to
facilitate bainite transformation but allow precipitation to take place.
5. Conclusions
Comparative study of Mo and Cr effects on microstructure and mechanical properties of newly
developed NbV-microalloyed bainitic steels has shown the following:
1.

2.

3.

4.

Additions of either 0.2 wt. % Mo or 0.2 wt. % Cr (above 0.3 wt. % Cr) resulted in formation of
bainite microstructure with mixed bainite morphologies and similar parameters of bainitic ferrite
matrix and martensite as the second phase. However, for higher strain processing (when the
DRX may be completed faster) the size and fraction of martensite were lower in the MoNbV-steel.
This could be related to a smaller prior austenite grain size in the MoNbV-steel, which would
correspond to a stronger solute drag effect of Mo during DRX. The inﬂuence of prior austenite
grain size on bainite phase transformation in the studied steels requires further investigation.
The number density and area fraction of >20 nm NbV-containing particles were signiﬁcantly lower
in the MoNbV-steel. This supports a stronger effect of Mo than Cr on the increase of solubility of
Nb and V in austenite, which results in their decreased precipitation. The number density and area
fraction of <20 nm Fe3 C particles were also lower in the MoNbV-steel. This supports a stronger
effect of Mo than Cr on the retardation of Fe3 C precipitation. Less pronounced precipitation in
the MoNbV-steel, and related to this increased solid solute concentrations, corresponds to a wider
expansion of the unit cell size of the bcc lattice of bainitic ferrite matrix.
In addition to grain size strengthening, the solid solution/atom cluster strengthening effect
was the second dominating in the MoNbV-steel; although in the CrNbV-steel the precipitation
strengthening from >20 nm particles, <20 nm particles and dislocations equally contributed to
the overall steel strength.
Strain increase resulted in more pronounced strain induced precipitation of Mo, Nb and V
in the MoNbV-steel and Nb and V in the CrNbV-steel. Solute depletion in microalloying
elements could have contributed to decreased strength levels in both steels for the higher strain
processing schedule.
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Abstract: Niobium microalloying is the backbone of modern low-carbon high strength low alloy
(HSLA) steel metallurgy, providing a favorable combination of strength and toughness by pronounced
microstructural reﬁnement. Molybdenum alloying is established in medium-carbon quenching
and tempering of steel by delivering high hardenability and good tempering resistance. Recent
developments of ultra-high strength steel grades, such as fully martensitic steel, can be optimized by
using beneﬁcial metallurgical effects of niobium and molybdenum. The paper details the metallurgical
principles of both elements in such steel and the achievable improvement of properties. Particularly,
the underlying mechanisms of improving toughness and reducing the sensitivity towards hydrogen
embrittlement by a suitable combination of molybdenum and niobium alloying will be discussed.
Keywords: martensitic steel; direct quenching; microalloying; hardenability; toughness; grain
reﬁnement; Hall–Petch coefﬁcient; microalloy precipitates; hydrogen embrittlement

1. Introduction
As-quenched martensite is the hardest and strongest microstructure of low-carbon steel, yet is
often considered to have a tendency for brittleness. Tempering treatment mitigates the properties
of martensite by reducing the strength and simultaneously increasing toughness and ductility [1,2].
Quenched and tempered steels ﬁnd many applications for components subjected to demanding
operating conditions.
As-quenched martensite is being used particularly for applications with extreme strength or
hardness demands. Such applications traditionally appear in the mining industry where hardness
and strength are fundamental assets providing good functionality and sufﬁciently long life of
components subjected to wear conditions. More recently, as-quenched martensite has gained sizeable
market potential in the automotive industry for making crash-resistant car body components [3,4].
State-of-the-art car bodies use these steels typically with a tensile strength of around 1500 MPa.
They can represent up to 40 percent of the car body weight. Furthermore, hot-rolled martensitic steel
has potential in structural applications where ultra-high strength is required for weight reduction,
for instance in mobile hoisting equipment [5]. Since in all these applications impact loading must
be expected, sufﬁcient upper shelf toughness over the temperature range of operation is required,
demanding a correspondingly matching ductile-to-brittle transition temperature. Another signiﬁcant
problem perceived in all ultra-high strength steels is the sensitivity to hydrogen embrittlement [6].
The presence of diffusible interstitial hydrogen in such steel can cause unexpected brittle fracture or
leads to so-called “delayed cracking” [7]. In that respect, optimization of as-quenched martensitic steel
is necessary.
Principally, two different processing routes are practiced for producing ﬂat rolled steel with
martensitic microstructure. Re-austenitizing & quenching is the traditional process by which the
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as-rolled steel, typically having ferritic–pearlitic microstructure, is austenitized at temperatures of 900
to 950 ◦ C and subsequently quenched, generally using water as a cooling medium. This process is
particularly used for plate products. Cold-rolled strip can be treated in this way using a continuous
annealing line equipped with a water quenching section. In the so-called press hardening process,
nowadays widely used by the automotive industry, quenching is achieved by solid-to-solid heat
conduction between the hot sheet and the cold forming die. In the production of hot-rolled strip and
plate, direct quenching from the rolling heat is increasingly often being practiced. This procedure
makes the re-austenitizing process obsolete and thus allows for considerable energy savings and
simpler logistics in the steel works. However, direct quenching from austenite, depending on rolling
conditions and alloy concept, can lead to an anisotropic microstructure [8,9].
This paper focuses on property improvement of as-quenched martensite utilizing the metallurgical
functionality of niobium and molybdenum as alloying elements. In this approach, established
knowledge on the most signiﬁcant relationships between microstructure and properties are brieﬂy
reviewed. Subsequently, successful examples for dedicated application of niobium and molybdenum
alloying for property optimization in re-austenitized quenched as well as direct quenched ﬂat rolled
martensitic steels will be demonstrated.
2. Review of Microstructure–Property Relationships in Martensite
The crystal structure of low-carbon lath martensite site is bcc, but at carbon contents in excess
of 0.20% the structure becomes slightly tetragonal [10]. Quenched steel containing carbon higher
than 0.5% forms more complicated microstructures, as lath martensite is gradually replaced by
plate martensite and the fraction of retained austenite increases. In the basic microstructure of lath
martensitic steel [11–15] each prior austenite grain is subdivided into packets (Figure 1) separated
by high-angle grain boundaries. Packets are sub-divided into blocks, which can be separated by
either low-angle or high-angle grain boundaries [13–16]. Given the need to minimize elastic energy,
the same microstructural pattern is favored for all prior austenite grains of reasonable size. Accordingly,
the block and packet sizes tend to scale linearly with the parent austenite grain size until the grain
size becomes so small that surface effects become dominant. Maki et al. [14] analyzed correlations
of substructure size and parent austenite size in detail. The packet size can never be larger than the
prior austenite grain size and, hence, decreases with the latter. Larger austenite grains transform into
a substructure consisting of several packets. For a prior austenite grain size ﬁner than 10 μm it is
possible that some prior austenite grains consist of a single packet or even a single block. Yet, the effect
of prior austenite grain size on the lath width appears to be small.

Figure 1. Microstructural features of low-carbon martensitic steel.
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It is well established that many important properties of polycrystalline materials are related to
the grain size. Smaller grain size in ferritic steels increases strength and toughness while it lowers
the ductile-to-brittle transition temperature according to Hall–Petch type relationships. In polygonal
ferritic steels the grain size can easily be determined by light optical microscopy. In martensite,
however, determination of the grain size is not trivial and often requires sophisticated microstructural
analysis tools. Yet, the parent austenite grain size can be determined quite easily and, hence, is of great
practical interest. With respect to properties, the fundamental question that needs to be answered is
“which is the relevant deﬁnition for grain size in martensitic steel?”. Morris and co-workers [17] have
approached this question by deﬁning an “effective” grain size (deff ) in martensite and pointed out that
it may be different with respect to the various properties.
2.1. Effective Grain Size for Strength
Early work by Cohen [18,19] suggested the yield strength of carbon-free martensite to be inversely
proportional to the square root of the parent austenite grain size as deﬁned by
1/2
σy = σ0 + Ky d−
ef f

(1)

where Ky is the Hall–Petch coefﬁcient for strength. Later studies by Tomita and Okabayashi on
Fe-0.20C-Ni-Cr-Mo steel, considered the packet size as the effective grain size in lath martensite [20].
This correlation could be well repeated by Wang et al. [21] on a similar steel although correlation
with the parent austenite grain size was similarly good. Work by Morito and Obha [22] showed that
the replacement of packet size by block size in the Hall–Petch relation of Fe-0.2C and Fe-0.2C-2Mn
steels produced a more consistent value of the Hall–Petch coefﬁcient. Also Morris [23] argued that
the block size could be the effective grain size for strength. However, Bain variants share common
slip planes and, hence, such block boundaries may not effectively inhibit slip [24]. Data by Ohmura
and Tsuzaki [25] suggest that strengthening by block or packet boundaries is largely due to boundary
decoration by carbon or carbide ﬁlms. A detailed analysis of the effective grain size on strengthening in
direct quenched steel was performed by Hannula et al. [26]. In these steels, austenite has a pronounced
pancake morphology prior to quenching. Reduced thickness of the austenite pancake leads to smaller
effective grain size. The effective grain size was determined by high-angle boundary misorientations
(>15◦ ) via an electron backscatter diffraction (EBSD) based technique, and its square root correlates
well with the measured yield strength.
2.2. Effective Grain Size for Toughness
Two fracture modes, quasi-cleavage and ductile fracture, were observed by Irani [27] in an early
study on the fracture behavior of martensitic steel. Under impact loading, the former absorbs less
energy than the latter. The absorbed impact energy increases with the amount of ductile fractures.
Quasi-cleavage proceeds by the nucleation and growth of submerged cracks ahead of the advancing
fracture front. The crack front advances in a stepwise manner as the cracks in front of the fracture tip
grow until coalescence takes place. The advance of a quasi-cleavage fracture crack through a martensitic
structure is transgranular with respect to parent austenite grains or packets. The quasi-cleavage fracture
surface shows characteristics of both true cleavage and plastic rupture.
Nailor et al. [28,29] pointed out that micro-cracks formed within laths are too small to start
cleavage due to the limited lath width. Micro-cracks in adjacent laths must join together to create
a crack of critical length to propagate as cleavage. This crack experiences small deﬂections when
crossing lath or sub-block boundaries and larger deﬂections or even crack arrest when passing block
boundaries. The blocks are thought to coincide with the facets seen in fractography.
The cleavage fracture stress follows a relationship of the form:
σ f = K f de−f1/2
f
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where Kf is the Hall–Petch coefﬁcient for cleavage. The microstructural mechanism of cleavage in bcc
steels is well known; bcc steels cleave along {100} planes. Consequently, in the case of lath martensitic
steels the effective grain size deff is the coherence length on {100} planes, which determines the cleavage
crack length. The {100} coherence length is ﬁxed by the “block” size, which is the basic crystallographic
unit. Reﬁning the block size in martensitic steel is hence an effective means of increasing its resistance
to transgranular cleavage fracture, since Bain variant boundaries are crystallographic discontinuities
in the {100} cleavage planes [30].
The dimpled topography of ductile fracture is due to the concave depressions formed by the
growth and coalescence of spherical micro-voids with the advancing crack front. These micro-voids
may be nucleated at any heterogeneity; hence, the size and distribution of heterogeneities has an
important inﬂuence on the formation, growth, and coalescence of voids. The size to which a micro-void
can grow depends partly on the work-hardened state of the matrix. Thus, the number of voids required
for the propagation of a fracture front will increase with an increase in the work hardened condition of
the matrix. Improving the cleanness of steel is an important means of increasing energy absorption in
ductile fracture mode. In very clean steels voids can be generated at grain corners deﬁning the limit to
this improvement effort.
2.3. Effective Grain Size for Ductile-to-Brittle Transition Temperature
Reducing the carbon content and reﬁning the grain size can efﬁciently lower the ductile-to-brittle
transition temperature in bcc steel. Grain reﬁnement compensates the loss of strength originating
from the carbon reduction. This principle has found its culmination in modern thermo-mechanical
processed HSLA steels. The ductile–brittle transition temperature (DBTT) TB often obeys a constitutive
equation of the form:
TB = T0 − K B de−f1/2
(3)
f
In martensitic steel the transition temperature from a ductile dimple-type fracture to brittle
cleavage-type fracture depends on the block size and the strength. Reducing carbon is not always
an option as carbon is needed for strength and the trade-off with Hall–Petch strengthening from
grain reﬁnement may be insufﬁcient. The linear correlation between inverse square root of the packet
size, thus, inherently block size and TB according to Equation (3) was demonstrated for different
alloys [29,30]. The Hall–Petch coefﬁcient KB was found to be larger in magnitude when the steel has
higher carbon content [31].
The connection between DBTT and the cleavage fracture stress can be understood on the
basis of a model that was originally suggested by the Russian physicist, Yoffee, in the early 20th
century [32]. The ductile–brittle transition occurs at a temperature close to the crossover point.
Accordingly, two generic ways of suppressing the ductile–brittle transition are feasible: raising the
brittle fracture stress or lowering the yield strength. Since high yield strength is a prerequisite in
many structural steels, most of the efforts have concentrated on raising the brittle fracture stress.
Hanamura et al. [33] analyzed the impact of effective grain size on the cleavage fracture stress for
various steel microstructures. The as-quenched martensitic microstructure according to their results
has the largest Hall–Petch coefﬁcient Kf in Equation (2). For as-quenched martensite, Kf was estimated
to be around 160 N·mm−3/2 and is 4 times larger than that of ferritic–pearlitic steel.
2.4. Effective Grain Size for Intergranular Embrittlement
Under speciﬁc circumstances intergranular brittle fracture is observed. Parent austenite grains
usually constitute the facets of that fracture type. Intergranular fracture occurs when the grain
boundary cohesion is weaker than either yield strength and cleavage stress. There are three principal
origins for such weakening of austenite grain boundaries:
(1)
(2)

Segregation of cohesion reducing solutes and impurities to the austenite grain boundary;
Precipitation of particles (carbides, nitrides) at the austenite grain boundary;
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(3)

Hydrogen embrittlement.

Solute atoms and impurities tend to segregate to the austenite grain boundary. In as-quenched
martensite, segregation or precipitation can only take place in the austenite phase. Thus, an increased
total grain boundary area as a consequence of grain reﬁnement or austenite pancaking should
lead to a “geometrical dilution” of segregated elements. Solute hydrogen has a high diffusibility
even at low temperatures and can thus segregate to the parent austenite grain boundary after
martensite transformation. Hydrogen-induced fracture separates parent austenite grain boundaries by
intergranular decohesion at rather low stress intensity [34–38]. Increasing yield strength enhances the
sensitivity for hydrogen embrittlement, because it increases the local hydrogen concentration at the tip
of a stressed crack or notch and also facilitates reaching the local cohesive stress. Transgranular cracking
due to hydrogen embrittlement occurs at higher stress intensities than intergranular decohesion and
appears to propagate along planes of maximum shear stress [39]. The fracture appearance resembles
that of quasi-cleavage.
Based on the previous considerations, a strategy for optimizing as-quenched martensite basically
relies on microstructural reﬁnement, clean steel, and strong parent austenite grain boundaries as
schematically indicated in Figure 2. Furthermore, trapping of diffusible hydrogen by nano-sized
particles should be considered as a means of counteracting hydrogen induced embrittlement and
delayed cracking.

Figure 2. Strategies for optimizing the toughness characteristics of as-quenched martensitic steels.

3. Alloy Concepts
Conventional martensitic steels are usually based on a rather simple carbon–manganese alloy
concept, often using boron microalloying for boosting hardenability. In such steel, hardness is
determined directly by the carbon content [1,40]. Figure 3 demonstrates a good linear correlation of
measured Vickers hardness (HV) data with the carbon content for steels [41]. Also shown are non-linear
relationships between carbon content and strength as proposed by Takaki et al. [42]. The tensile strength
well ﬁts the measured hardness data over a wide carbon range if a hardness-to-strength ratio of 1:3 is
adjusted. The impact of carbon content on the yield strength is, however, signiﬁcantly weaker so that
the yield-to-tensile ratio decreases with increasing carbon content. However, with increasing hardness
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the toughness of as-quench martensite decreases to rather low values. Therefore, alloyed steel types
are often chosen for applications requiring superior toughness.

Figure 3. Effect of carbon content on measured hardness (HV0.5) [41] and calculated strength [42] in
unalloyed CMn steel with as-quenched martensitic microstructure.

3.1. Alloy Design for Hardenability
A fundamental aspect in designing alloy concepts for martensitic steel is hardenability. The alloy
design in combination with the applied quenching method must achieve sufﬁcient hardness (strength)
over the entire strip or plate thickness. In conventional carbon–manganese steel the hardening depth is
limited to a few millimeters only. However, for many applications, much heavier gauges of hardened
material are required. Thus, a well-adjusted addition of alloying elements in combination with high
cooling rates is needed to achieve a high hardness value in the core of thicker components. Adding
alloying elements such as molybdenum, manganese, chromium, copper, and nickel can signiﬁcantly
enhance hardenability. The hardenability effect of molybdenum, manganese, and chromium is
related to a reduced diffusivity of carbon when these alloying elements are present in solid solution.
The reduced carbon diffusivity strongly retards the formation of ferrite and pearlite. In this respect
molybdenum has the strongest hardenability effect. Molybdenum additions of 0.2 to 0.5 mass
percent are sufﬁcient for through hardening of heavy gauges under typical quenching conditions.
Besides its excellent hardenability effect, molybdenum has the additional beneﬁt of increasing parent
austenite grain boundary cohesion, and thus enhancing the resistance against intergranular fracture.
This potency of molybdenum has long been noticed empirically by its effect of counteracting tempering
embrittlement of martensitic steel. Recent ﬁrst-principle calculations by Geng et al. [43] conﬁrmed that
molybdenum is a strong boundary cohesion enhancer, whereas chromium has no effect in this respect
and manganese decreases boundary cohesion.
3.2. Microalloying in Martensite
Vanadium microalloying has been standardly applied in martensitic steels for a long time as
it provides precipitation strengthening during tempering treatment. Yet, it is rather ineffective in
as-quenched martensite due to its good solubility in austenite. Vanadium precipitates providing
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grain size control during re-austenitizing or hydrogen trapping in the as-quenched martensitic
microstructure are consequently absent.
Boron is added in very small amounts (10 to 50 ppm) for its signiﬁcant hardenability effect. Solute
boron strongly segregates to the austenite grain boundary at lower austenite temperature. The high
concentration of solute boron in the austenite grain boundary efﬁciently obstructs the nucleation of
ferrite grains below equilibrium transformation temperature, thus preserving metastable austenite
down to martensite-start temperature. Since boron tends to precipitate with free nitrogen at lower
austenite temperatures, it is usually protected by titanium microalloying [44]. Titanium has a much
higher afﬁnity to nitrogen. Over-stoichiometric addition of titanium (wt % Ti > 3.4 × wt % N), however,
tends to form primary nitride particles in the liquid steel. These particles are often several micrometers
in size and deteriorate toughness [45,46]. With regard to achieving an optimum combination of
strength and toughness, the Ti/N mass ratio should be adjusted to around 4. Simultaneously one
should aim for the lowest possible nitrogen level, which might require vacuum degassing during
steel making.
Historically, the use of niobium microalloying in martensitic steels has not been very common.
Its strong grain reﬁning effect in austenite has been considered to reduce hardenability. This concern has
meanwhile been discarded [47]. If at all, it is only relevant to simple low-carbon carbon–manganese
steels when quenched directly after strong austenite conditioning. Furthermore, it was assumed
that there is insufﬁcient solubility of niobium at typical slab reheating temperature considering the
relatively high carbon content of typical martensitic grades. Recently, however, niobium microalloying
is being increasingly used for improving toughness behavior in as-quenched martensitic strip and plate
steels [26,45,48]. Applying typical slab soaking practice, the amount of Nb necessary for deploying its
key metallurgical effects, usually up to 0.05 mass percent, can be efﬁciently brought into solid solution.
3.3. Alloy Design for Grain Reﬁnement
According to Section 2 of this paper, reﬁning the “effective” grain size (deﬁned as either parent
austenite grains, packets, blocks) is the essential means of improving the properties of as-quenched
martensite. Under the conditions of large-scale industrial production, however, only the parent
austenite grain size (PAGS) can be efﬁciently and reproducibly controlled. Boron appears to have
an effect on the sub-structure development within the parent austenite grain. Hannula et al. [26]
demonstrated that a ﬁner and more homogeneous substructure can be achieved by omitting boron.
Considering the various processing routes for producing martensitic steel the following steps
have an inﬂuence on the ﬁnal grain size.
During slab soaking (T > 1100 ◦ C), austenite grains tend to become rather large in size. A successful
way of limiting the austenite grain size in this process step is the dispersion of ﬁne TiN particles which
are stable at this high temperature. In order to have this pinning effect maximized it is advisable
to adjust the titanium addition in a near-stoichiometric ratio to the residual nitrogen in the steel,
as mentioned before.
Hot rolling in the recrystallizing regime leads to moderate grain reﬁnement and homogenization.
Combining a short inter-pass time (strip mill) and grain boundary drag by solute atoms such as
molybdenum and niobium provides additional reﬁnement. The grain morphology is globular.
Finish hot rolling below the recrystallization-stop temperature, so-called thermo-mechanical
rolling, causes pancaking of the austenite grain. Niobium is the most effective microalloying element
suppressing recrystallization at acceptable ﬁnish rolling temperatures. This effect is caused by
precipitation of niobium to NbC particles that pin austenite grain boundaries.
In direct quenched steel either a recrystallized or a pancaked austenite grain structure is
converted into martensite, depending on the ﬁnish rolling temperature and microalloy concept. In the
re-austenitizing quenching route, the hot rolled austenite ﬁrstly cools down to ambient temperature,
usually transforming into ferrite–pearlite microstructure. This microstructure is ﬁner grained than
the original austenite microstructure, particularly after thermo-mechanical rolling. When alloying
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elements like niobium or molybdenum are present as solutes after ﬁnish rolling, they will delay
the phase transformation to a lower temperature, which additionally reﬁnes the ferrite–pearlite
microstructure. Depending on the cooling rate after ﬁnish rolling, remaining solute niobium will at
least partially precipitate during or after phase transformation. These particles are typically in the
lower nano-meter size range. Molybdenum, however, stays in solution for typical martensitic steel
alloy concepts. Upon re-heating the ferritic–pearlitic microstructure to austenite, any remaining solute
niobium precipitates very quickly. The newly formed austenite grains are globular and grow in size
depending on the temperature and holding time. Dispersed niobium precipitate particles and, to some
extent, solute drag by molybdenum can efﬁciently impede the austenite grain growth at that stage and
thus condition the austenite microstructure before the quenching process.
4. Examples of Optimized Alloy Concepts and Property Improvement
Quenchable steel grades with carbon contents from 0.08 to 0.33 wt % were used as listed in Table 1,
covering a tensile strength range from 1000 to over 2000 MPa. The alloy effects of molybdenum and
niobium were systematically investigated by varying these elements in the range of 0 to 0.5 wt % and
0 to 0.08 wt %, respectively. In selected cases the effect of boron and manganese was additionally
considered. From a processing point of view, direct quenching was applied after hot rolling. Re-heat
quenching was executed after hot as well as cold rolling. The study initially analyzes the effect of alloy
concept and processing conditions on the microstructure. Subsequently, microstructural inﬂuences
on the steel properties are being veriﬁed and discussed in the background provided in Section 2 of
this paper.
Table 1. Chemical composition in wt % of hot rolled (HR) and cold rolled (CR) direct quenched (DQ)
and re-heat quenched (RHQ) steels analyzed in this study.
Material

C

Si

Mn

Cr

Ni

Ti

B

Mo

Nb

0.08
0.16

0.2
0.2

1.8
1.1

1.1
0.5

0.5

0.02
-

0 or 0.0025
-

0.15
var. 0–0.5

var. 0–0.05
var. 0–0.04

0.18
0.22
0.16
0.23
0.33

0.2
0.2
0.4
0.3
0.1

1.2
1.2
2.3
1.2
1.2 or 2.5

0.2
0.2
0.2
-

-

0.03
0.03
0.03
0.03
0.02

0.0020
0.0025
0.0025
0.0025
0.0020

0.25
var. 0–0.15
var. 0–0.5

0.03
0.05
var. 0–0.08
var. 0–0.08
var. 0–0.05

DQ grades
0.08% C HR
0.16% C HR
RHQ grades
HB450 HR
22MnB5 HR
16MnB5 CR
22MnB5 CR
32MnB5 CR

4.1. Microstructure of Low-Carbon Direct Quenching Steel
In a series of 0.08% C-1.8% Mn-1.1% Cr-0.15% Mo steels with boron microalloying, the niobium
content was systematically varied from zero to 0.05% Nb. The alloy containing 0.02% Nb was also
produced without boron microalloying. All steels were solution treated at 1250 ◦ C and hot rolled
in six passes to 6 mm gauge as described by Hannula et al. [26]. Two ﬁnish rolling temperatures,
namely 920 and 820 ◦ C, have been applied in individual rolling schedules, the latter leading to stronger
austenite conditioning. The ﬁnish rolled strips were then directly quenched to room temperature
using water providing a cooling rate of around 90 ◦ C/s. All steels were fully hardenable, except the
boron-free alloy which was ﬁnish rolled at 920 ◦ C. Analyzing the parent austenite grain morphology,
only the niobium-free alloy ﬁnish rolled at 920 ◦ C shows a nearly globular grain shape. However,
the same alloy ﬁnish rolled at 820 ◦ C is clearly pancaked. In the absence of niobium microalloying,
this can be due to solute drag effects acting on the austenite grain boundary caused by segregated
molybdenum and boron. All niobium microalloyed steels exhibit even more pronounced austenite
pancaking under both ﬁnishing temperatures. Austenite pancake thicknesses are in the range of 5
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to 6 μm and 8 to 10 μm for the lower and higher ﬁnishing temperatures, respectively. A synergy
between niobium and boron is noticed in the sense that boron further suppresses recrystallization
above the level already provided by niobium alone. Based on EBSD analysis [26], effective grain and
lath sizes were determined as equivalent circle diameter (ECD) values with low-angle (3–15◦ ) and
high-angle boundary (>15◦ ) misorientation, respectively. As proposed before, the effective grain size
in the as-quenched material is determined by the austenite pancake thickness. Figure 4 correlates
the effective grain size with the parent austenite pancake thickness. Higher niobium addition and
lower ﬁnishing temperatures result in more severe pancaking and hence ﬁner effective grain size.
Wang et al. [21] demonstrated a similar behavior for martensite having a globular parent austenite
grain morphology.

Figure 4. Correlation of martensite packet size with the parent austenite pancake thickness in direct
quenched steel after non-recrystallizing hot rolling.

In a series of 0.16% C-1.1% Mn-0.5% Cr-0.5% Ni steels, the molybdenum content was varied
from zero to 0.5% Mo. The reheating and rolling procedure was like that in the previous series of
lower carbon steels; 900 ◦ C was taken as ﬁnishing temperature for this series. Quenching was done
using water directly after ﬁnish rolling resulting in fully martensitic microstructure. The parent
austenite grain structure is shown in Figure 5. The Mo-free alloy exhibits globular shaped austenite
grains, whereas adding 0.25% Mo results in pancaking under the same rolling conditions. Solute drag
effects provided by molybdenum obstruct full recrystallization. With a further increased molybdenum
content (0.5% Mo), austenite pancaking is marginally more pronounced. Adding however 0.04% Nb to
the 0.25% Mo steel leads to signiﬁcantly thinner austenite pancake thickness. The correlation of the
effective grain size with the parent austenite thickness is shown in Figure 4.
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Figure 5. Parent austenite grain morphology of (a) 0% Mo; (b) 0.25% Mo; (c) 0.5% Mo; (d) 0.25% Mo +
0.04% Nb direct quenched steel (ﬁnish rolling temperature of 900 ◦ C).

4.2. Microstructure of Re-Austenitize Quenching Steel
For this processing route, a series of medium carbon steels typically used for the automotive
press hardening process is analyzed. These steels contain 0.20–0.35% C, 1.0–1.8% Mn, 0–0.50% Cr
boron microalloying (20–40 ppm), molybdenum additions between zero and 0.25% Mo and
niobium additions between zero and 0.08% Nb. Usually, there is no explicit austenite conditioning
foreseen in the hot-rolling schedule of such steels. However, it is possible that for some of
the niobium or molybdenum added variants a signiﬁcant degree of austenite pancaking can be
expected. Figure 6 shows microstructures of 22MnB5 with niobium (0.05% Nb) as well as combined
niobium-molybdenum (0.05% Nb + 0.15% Mo) addition in the as-hot-rolled state (6 mm gauge).
The ferritic–pearlitic microstructure indicates that the austenite indeed was pancaked (FRT: 850 ◦ C).
However, the transformed microstructure appears much ﬁner in the Nb + Mo added steel. This can
be due to a retarded transformation after ﬁnish rolling by solute molybdenum resulting in a bainitic
microstructure. Parent austenite morphology analysis indicated that the Nb-only and Nb–Mo steel
both had austenite pancake thicknesses between 5 and 6 μm. Figure 7 shows the pancake structure of
the Nb–Mo steel. The pancake structure is erased and replaced by a globular austenite morphology
after re-austenitizing (900 ◦ C for 900 s). The average recrystallized parent austenite sizes are around
7 μm for both the Nb-only and Nb + Mo steel. Detailed microstructural analysis using an EBSD-based
technique described by Hannula et al. [26] revealed that the effective grain size in these steels after
re-austenitizing quenching is in the order of 1.5 μm. Accordingly, strength and toughness properties
differ only marginally between the two steels.

Figure 6. As-hot-rolled microstructure of 22MnB5 steel alloyed with Nb (a) and Mo + Nb (b).
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Figure 7. Parent austenite grain morphology of Mo + Nb alloyed 22MnB5 steel after hot rolling (a) and
after re-austenitizing quenching (b).

The size of the recrystallized austenite grain with globular shape depends not only on the
as-hot-rolled austenite grain size having globular or pancaked shape, but also on the heating conditions
of the re-austenitizing treatment. Higher temperature or longer austenitizing duration impose growth
of the recrystallized austenite grains so that these are usually bigger than the original ones (Figure 8).
Therefore, it is of key importance to restrict this austenite growth. This can be achieved by optimizing
the reheating schedule (low temperature, short time). However, under industrial circumstances
over-heating cannot be always excluded and for process robustness one would likely not operate at
the lower limit conditions. For that reason, it is favorable to obstruct austenite grain coarsening using
solute drag or, more powerfully, by particle pinning effects.

Figure 8. Effect of niobium microalloy content (rows) on parent austenite grain morphology in
re-austenitized quenched 22MnB5 steel for various reheating temperatures (columns) for a treatment
duration of 300 s.

Niobium carbide precipitate particles are thermodynamically stable at typical re-austenitizing
temperatures. Hence, efﬁcient grain boundary pinning can be expected when such particles are present
in sufﬁcient quantity and with a homogenous spatial distribution. In order to demonstrate this effect,
22MnB5 steel was alloyed with various additions of niobium. The as-hot-rolled ferritic–pearlitic
material was further cold rolled to 1.5 mm ﬁnal gauge. Subsequently, austenitizing treatments were
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done at temperatures between 900 and 1010 ◦ C, each for 300 s. The parent austenite structure was
developed after quenching as shown in Figure 8. The effect of NbC particles restricting austenite
growth is evident at all re-heating temperatures. The higher niobium (0.05% Nb) addition provides
a stronger growth-inhibiting effect, implying that the number of particles must be bigger with a more
homogeneous spatial distribution. The addition of 0.05% Nb appears to be an optimum amount in this
steel as higher niobium addition brings no further advantage (Figure 9). It is reasonable to conclude
that more than 0.05% Nb cannot be brought into solution in this alloy during initial slab reheating.
Only the dissolved niobium can precipitate to a particle size range providing efﬁcient grain boundary
pinning. The optimum niobium addition particularly shows its advantage at higher re-austenitizing
temperatures (Figure 8). It allows a combination of a ﬁne ﬁnal parent austenite grain size with a robust
re-austenitizing processing window.

Figure 9. (a) Effect of niobium on parent austenite grain size control under typical re-austenitizing
conditions used in the automotive press hardening process; (b) demonstration of robustness against
overheating for a niobium alloyed variant.

4.3. Effective Grain Size and Strength
Strength data measured on various direct quenched and re-austenitized quenched steels are
plotted against the inverse square root of the parent austenite grain size in Figure 10. The data
sets show good linear correlation as expected by the Hall–Petch relationship (Equation (1)).
The niobium microalloyed steel grades show yield strength Hall–Petch coefﬁcients of similar
magnitude, and irrespective of the actual strength level (carbon content). The Hall–Petch coefﬁcients
for the tensile strength are also similar but somewhat smaller in magnitude. The strength of the
niobium-free steel with variable molybdenum content shows signiﬁcantly larger Hall–Petch coefﬁcients.
The tensile strength has a larger Hall–Petch coefﬁcient than the yield strength in these steels.
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Figure 10. Hall–Petch type plot indicating the effect of parent austenite grain size (pancake thickness
for direct quenched steels) on yield (black symbol) and tensile (grey symbol) strength.

4.4. Effective Grain Size and Toughness
Using the Hall–Petch coefﬁcients for yield strength of around 24 N·mm−3/2 for the Mn-B steel
types and 47 N·mm−3/2 for the Mo steel types, and the previously quoted Hall–Petch coefﬁcient of
160 N·mm−3/2 for the fracture stress in martensite in the Yoffee approach, it can be expected that grain
reﬁnement should clearly lower the ductile-to-brittle transition temperature in these steels.
Veriﬁcation of this assumption was done using selected samples of the direct quenching steels.
Toughness was measured using Charpy V-notch specimens. Due to the thickness of the rolled products
(6 mm), sub-size samples (5 × 10 × 55 mm3 ) had to be used. From the Mo-series (0.16% C-1.1%
Mn-0.5% Cr-0.5% Ni-Mo variable), four samples were taken having a fully martensitic microstructure,
that is, without detectable traces of other phases. Charpy tests were performed over the temperature
range from 20 ◦ C down to −150 ◦ C. The upper shelf energy is always higher in the rolling direction
(around 50 J) than in the transverse direction (around 30 J) reﬂecting the anisotropy present in direct
quenched steels. The transition temperatures are shown Figure 11a for the test done in rolling direction
taking 28 J as the deﬁning criterion. It is obvious that samples with ﬁner PAGS have a lower transition
temperature and the data correlate according to a Hall–Petch-type relationship. The Hall–Petch
coefﬁcient according to (Equation (3)) is for these steels approximately 12 K·mm1/2 . These data become
more meaningful when plotting the transition temperature versus the room temperature yield strength
as in Figure 11b. It is obvious that despite a signiﬁcant strength increase (170 MPa) the transition
temperature is drastically lowered (−40 K). Also these data are in a linear relationship, since both
quantities are originally linearly related to the square root of the PAGS.
The toughness behavior of the Nb-B series of steels (0.08% C-1.8% Mn-1.1% Cr-0.15% Mo-Nb-Ti,
B variable) was in detail discussed by Hannula et al. [26] so that here only the most relevant
observations are resumed. In the rolling direction, the upper shelf energy is between 40 and 50 J
and thus somewhat lower than that observed for the Mo-series. Likewise, the lower shelf energy
is below that seen in the Mo-series. The upper shelf energy in the transverse direction is much
lower, reﬂecting the anisotropy present in direct quenched steels (Figure 12). The upper shelf energy
in these steels decreases with the degree of austenite conditioning. A signiﬁcant difference in the
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ductile-to-brittle transition behavior is observed between the boron-containing and the boron-free
alloys, the latter performing much better. Hannula et al. [26] explained this result by a ﬁner grained
and more homogeneous microstructure of the boron-free steel. Microstructural reﬁnement is generally
more pronounced at lower ﬁnish rolling temperatures, yet so is the difference in ductile-to-brittle
transition temperature. The fact that the microstructural inhomogeneity appears to be stronger at lower
ﬁnish rolling temperature can be due to a retarding inﬂuence of boron on the recrystallization behavior
in addition, and likely in synergy to that of niobium. Consequently, thorough homogenization of
the austenite structure by multiple recrystallization at higher temperatures may be more severely
obstructed. Mixed parent austenite grain size also results in enhanced quench distortion, which is
due to the inﬂuence of austenite grain size on the martensite transformation temperature and
accommodating residual stress between the grains [49].

Figure 11. (a) Hall–Petch type plot indicating the effect of parent austenite grain size in direct quenched
0.16% C-1.1% Mn-0.5% Cr-0.5% Ni-Mo steels on ductile-to-brittle transition temperature (28 J criterion);
(b) correlation between yield strength and ductile-to-brittle transition temperature for the same steels
indicating simultaneous improvement of both properties.

Figure 12. Anisotropy (black curve: rolling direction (RD), gray curve: transverse direction (TD))
of ductile-to-brittle transition behavior of direct quenched 0.08% C-1.8% Mn-1.1% Cr-0.15% Mo-Nb
steel and inﬂuence of boron addition (solid line B-free, dashed line B-added) at two ﬁnish-rolling
temperatures (FRT).
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In re-austenitized-quenched steel the parent austenite microstructure is rather isotropic as a result
of the normalization caused by the phase transformations occurring prior to quenching. In these
steels, reﬁnement of the parent austenite grain size increases the upper-shelf energy as shown in
Figure 13 (data refer to the steels shown in Figure 9a). Another example (Figure 14) demonstrates
the improvement that can be achieved by niobium microalloying to HB450 abrasion resistant steel
plate. Due to the relatively low slab reheating temperature practiced in plate mills, niobium solubility
limits the addition to a maximum of 0.03 wt % Nb. This amount is sufﬁcient for restricting austenite
coarsening at a re-austenitizing temperature of 900 ◦ C as compared to a niobium-free alloy. It achieved
reﬁnement from an average parent austenite grain size of 18 μm in the Nb-free to 12 μm in the 0.03%
Nb-added steel as well as a more homogeneous size distribution in the latter. This optimization results
in a signiﬁcant increase in upper-shelf energy by approximately 30 J and a reduction of ductile-to-brittle
transition temperature by around 20 ◦ C for the niobium added steel. Similar improvements using
the same metallurgical approach were reported earlier by Kern et al. [46] and Ishikawa et al. [48] for
optimizing toughness of wear plate in industrial production.

Figure 13. Effect of parent austenite grain size on upper-shelf energy for re-austenitized quenched
22MnB5 steel tested at ambient temperature (20 ◦ C).

Figure 14. Inﬂuence of parent austenite grain reﬁnement on ductile-to-brittle transition curves of
HB450 abrasion resistant plate steel (0.18% C-Mn-Cr-Mo-B) produced by re-austenitizing quenching.
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5. Optimization against Hydrogen Embrittlement
The presence of hydrogen in steel can severely limit the performance of high strength steels as
detailed in a concise review by Gangloff [50]. Two types of non-ductile fracture can be observed in
martensitic steel when hydrogen is present in small amounts. Intergranular fracture (Figure 15) is
seen when hydrogen aggregates at parent austenite grain boundaries, weakening the grain boundary
cohesion so much that failure occurs at a stress level far below the yield strength. Already the presence
of around 0.4 ppm diffusible hydrogen is sufﬁcient to cause intergranular fracture if microstructural
optimization is not foreseen. Means of optimization are reﬁnement of the parent austenite grain size,
dispersion of particles with hydrogen trapping capacity, and metallurgical reinforcement of parent
austenite grain boundaries. Depending on the efﬁciency of these means as well as the actual hydrogen
content the fracture surface becomes of quasi-cleavage type (Figure 15) or even dimple type.

Figure 15. Amount of diffusible hydrogen in 16MnB5 measured by thermal desorption analysis (TDA)
and inﬂuence of niobium microalloying; microstructural features and fracture surface after constant
load testing.

5.1. Effect of Grain Reﬁnement
For screening the hydrogen sensitivity of martensitic steels, in this case automotive press
hardening sheet steels of 1.4 mm gauge, double notched tensile samples were immersed in 20%
ammonium thiocyanate solution under constant load conditions with an acting stress of 1000 MPa
at the notch [51]. Failure at this stress level is not instant but occurs with a certain time delay
(time-to-fracture). Figure 16 indicates that the time to fracture becomes much shorter when the tensile
strength level being 1500 MPa in grade 22MnB5 is raised to 2000 MPa in grade 32MnB5. These steel
grades are standard alloys containing two different levels of carbon (0.22% and 0.32%), manganese
(1.2 wt %), as well as boron (30 ppm) for hardenability. In a variant, the manganese level was set
higher (2.5 wt %). In this variant, time-to-fracture becomes notably shorter indicating that manganese
increases the sensitivity for hydrogen embrittlement and should therefore be kept as low as possible.
In order to show the inﬂuence of the parent austenite grain size and to exclude that of other
effects such as hydrogen trapping, the PAGS of the base steels was varied between 4 and 60 μm by
using different re-austenitizing temperatures. In all steels, smaller parent austenite grain size results in
clearly longer time-to-fracture. Momotani et al. [52] demonstrated by hydrogen micro-print technique
that hydrogen, which was originally distributed evenly within the matrix, aggregates on the parent
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austenite grain boundaries upon application of stress. Since this mechanism is diffusion controlled,
it requires a certain time for hydrogen to redistribute. Substantial concentration of hydrogen at the
parent austenite grain boundary leads to intergranular fracture. Reducing the parent austenite grain
size has two effects with respect to that mechanism:
(1)
(2)

The average diffusion distance from the grain bulk to the parent austenite grain boundary
becomes shorter, hence reducing the time delay for hydrogen to aggregate on the boundary.
The total grain boundary area becomes substantially larger so that for a given amount of hydrogen
its average concentration per unit grain boundary area will be lower.

Similar delayed cracking tests by other researchers [53–55] applying constant load conditions
to 22MnB5 under hydrogen charging conditions revealed that the failure stress after severe grain
boundary embrittlement by hydrogen is only in the range of 400–600 MPa. This range is much
below the yield strength of such steel (about 1100 MPa) and accordingly, ductile failure mechanisms
are prevented. Higher addition of manganese reduces grain boundary cohesion [43] enhancing
the negative effect of hydrogen embrittlement, whereas molybdenum has the opposite effect of
counteracting hydrogen embrittlement.

Figure 16. Delayed fracture behavior of as-quenched manganese–boron steels (without niobium
microalloying) as a function of parent austenite grain size modified by variation of the
re-austenitizing temperature.

5.2. Effect of Hydrogen Trapping by Precipitate Particles
Microalloy carbides are known to act as hydrogen traps in martensitic steels [50,56]. Wei et al. [57]
identiﬁed that the hydrogen trapping potential depends on the microalloying element forming the
carbide according to the following ranking: NbC > TiC > VC. Without going into the details of
trapping mechanisms in this paper, evidence is presented that hydrogen trapping by NbC precipitates
works efﬁciently for optimizing as-quenched martensitic steel and addition of molybdenum provides
further improvement.
The effect of niobium was investigated in the same 22MnB5 steels [55], which were already
presented in Figure 9a. Using hydrogen permeation tests, the hydrogen diffusivity was measured for
different niobium additions (Figure 17a). The hydrogen diffusion coefﬁcient is lowered by the addition
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of niobium reaching a minimum when 0.05% Nb is added. Niobium present in this steel completely
precipitates after a re-austenitizing quenching treatment. Thorough transmission elcectron microscopy
(TEM) precipitate size distribution analysis (Figure 17b) revealed that these precipitates have diameters
in the range of up to 40 nanometers. Larger precipitate sizes are likely formed early in the process chain,
for example, during hot rolling. The difference between the three niobium addition levels is that for
0.05% Nb the highest fraction of ultra-ﬁne particles of sizes below 5 nanometers is observed. This size
distribution consequently results in an increased particle density and high particle surface-to-volume
ratio. It reasonable to assume that these features enhance the interaction of hydrogen with particles,
leading to more efﬁcient trapping. If NbC particles act as irreversible trap, the amount of diffusible
hydrogen responsible for causing damage in the steel will be effectively lowered (Figure 15).

Figure 17. (a) Effect of niobium alloying on the hydrogen diffusion coefﬁcient measured by hydrogen
permeation tests; (b) size distribution of NbC precipitates measured by transmission elcectron
microscopy analysis.

5.3. Combined Approach against Hydrogen Embrittlement
With increasing strength level of as-quenched martensitic steels, it will become necessary to
combine several means of optimizing the resistance against hydrogen embrittlement. Parent austenite
grain reﬁnement, dispersion of ultra-ﬁne precipitate particles, reinforcement of grain boundaries,
and, generally, clean steelmaking practice are prerequisites for good performance at the highest
strength level. Niobium microalloying provides both parent austenite grain reﬁnement and particle
dispersion. The particle size distribution can further be improved by the addition of molybdenum as
it reduces the size of particle and thus increases the particle density. Simultaneously, molybdenum
enhances grain boundary cohesion. It is further advisable to keep manganese additions low and
to tightly limit phosphorous and sulphur residuals. Research in this respect is ongoing, yet ﬁrst
screening results indicate that the combination of individual approaches indeed brings about signiﬁcant
improvements. Figure 18 represents measured time-to-fracture improvements based after adding
niobium and molybdenum, either single or combined, to grade 32MnB5 as shown before in Figure 16.
The combined alloy effect is stronger than the sum of each individual effect, indicating a synergy
between niobium and molybdenum in the alloy.

58

Metals 2018, 8, 234

Figure 18. Effect of metallurgical optimization strategies on the delayed fracture resistance of
a 2000 MPa tensile strength steel (32MnB5) using Mo and Nb alloying (double-notched tensile sample
immersed in 20% ammonium thiocyanate solution under constant load conditions with an acting stress
of 1000 MPa at the notch).

6. Conclusions
The presented results, originating from a large number of laboratory and industrial trials,
conﬁrmed that microstructural reﬁnement is very efﬁcient in optimizing the properties of as-quenched
martensitic steels such as strength, toughness, ductile-to-brittle-transition temperature, and hydrogen
embrittlement resistance. Although the deﬁnition of the effective grain size for each of these properties
may refer to different microstructural features, the presented results indicated that in most cases
the parent austenite grain size shows good correlation to respective properties in a Hall–Petch type
relationship. This applies to both re-austenitizing quenched as well as direct quenched steels. In direct
quenched steels with pancaked austenite morphology the grain thickness in the direction normal to
the sheet surface deﬁnes the relevant parent austenite grain size.
The experimental data showed that the Hall–Petch coefﬁcient for cleavage fracture stress
appears to be signiﬁcantly larger than the one for yield strength. Hence sufﬁciently strong grain
reﬁnement enables ductile fracture even at very low operating temperature. It was demonstrated that,
by grain reﬁnement, a signiﬁcant strength increase can go along with a large drop in ductile-to-brittle
transition temperature, contrary to all other strengthening mechanisms. Particularly in re-austenitizing
quenched steels, parent austenite grain reﬁnement effectively increases the upper-shelf impact energy.
In direct quenched steels, toughness behavior is strongly anisotropic, having better properties in the
rolling direction.
Because of their high yield strength, as-quenched martensitic steels are sensitive to hydrogen
embrittlement causing delayed fracture phenomena under applied or residual stress. Parent austenite
grain reﬁnement was shown to be an efﬁcient means of increasing the time-to-fracture by lowering
the concentration of hydrogen on the grain boundary. Furthermore, hydrogen trapping by dispersed
ultra-ﬁne sized carbide precipitates can reduce the amount of diffusible hydrogen causing delayed
fracture. Increasing the cohesion of parent austenite grain boundaries also counteracts decohesion
caused by segregated hydrogen.
Molybdenum and niobium were demonstrated to be key alloying elements in this optimization
strategy. Niobium provides efﬁcient grain size control, actively in TMCP-based hot rolling processes
and passively during re-austenitizing processes. Molybdenum not only provides high hardenability
but adds to grain reﬁnement by solute drag effects, optimizes the precipitation behavior of niobium,
and increases grain boundary cohesion. The synergy between both alloying elements results in
signiﬁcantly improved delayed fracture resistance in martensitic steels of the highest strength level.
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In quenched steels of highest strength level, it is advisable to opt for a low manganese level. High
manganese additions increase the sensitivity for hydrogen embrittlement.
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Abstract: In this contribution, a series of hot compression tests was conducted on a typical
interphase-precipitated Ti-Mo steel at relatively higher strain rates of 0.1~10 s−1 and temperatures
of 900~1150 ◦ C using a Gleeble-2000 thermo-mechanical simulator. A combination of Bergstrom
and Kolmogorov–Johnson–Mehl–Avrami models was ﬁrst used to accurately predict the whole
ﬂow behaviors of Ti-Mo steel involving dynamic recrystallization, under various hot deformation
conditions. By comparing the characteristic stresses and material parameters, especially at the higher
strain rates studied, the dependence of hot ﬂow behavior on strain rate and deformation temperature
was further clariﬁed. The hardening parameter U and peak density ρp exhibited an approximately
positive linear relationship with the Zener–Hollomon (Z) parameter, while the softening parameter
Ω dropped with increasing Z value. The Avrami exponent nA varied between 1.2 and 2.1 with
lnZ, implying two diverse nucleation mechanisms of dynamic recrystallization. The experimental
veriﬁcation was performed as well based on the microstructural evolution and mechanism analysis
upon straining. The proposed constitutive models may provide a powerful tool for optimizing the
hot working processes of high performance Ti-Mo microalloyed steels with interphase precipitation.
Keywords: Ti-Mo steel; hot deformation; constitutive model; microstructural evolution

1. Introduction
A new generation of advanced high strength steels (AHSSs) with both high/ultrahigh strength and
good cold formability is becoming more commonly used in commercial vehicles to meet the continuous
demand for better fuel economy and passenger safety [1–3]. However, many of the conventional
AHSSs, e.g., dual-phase (DP) steel, have limited the stretch-ﬂangeability during cold stamping in view
of the notable difference in hardness between the soft ferrite and the hard martensite [2,3]. As a solution,
a ferritic matrix with interphase precipitation has been proposed to improve the stretch-ﬂangeability
of AHSSs through optimizing alloy design and thermomechanical processes [4,5].
Funakawa et al. [6] ﬁrst reported a Ti-Mo ferritic steel strengthened by period arrangement of
nanoscale interphase precipitates, which exhibited an ultimate tensile strength (UTS) of ~780 MPa
and a hole expansion ratio (HER) of 120%. The basic principle designed for this type of steel was
to facilitate the formation of a large fraction of nanoscale precipitates by controlling the coarsening
kinetics of (Ti, Mo)C particles [1,4,5,7–10], thus giving rise to a large contribution to the strength of
steels. More recently, some research has been carried out with respect to the inﬂuence of Mo on the
formation of interphase precipitates. It has been demonstrated by atom probe tomography (APT) that
the size of (Ti, Mo)C precipitates could be reduced to as ﬁne as 1–3 nm [1].
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Additionally, recent research on the hot-compressed Ti-Mo steel [8] revealed that hot deformation
promoted segregation of C to grain boundaries and simultaneously reduced the size of precipitates at
grain boundaries during the isothermal holding process. Kim et al. [9,10] also pointed out that
precipitation hardening exhibited a stronger relation to rolling temperature rather than coiling
temperature. However, very few studies have considered the hot ﬂow behaviors of Ti-Mo microalloyed
steels, especially at relatively higher strain rates of 0.1~10 s−1 , which was relevant to the industrial hot
rolling processes [11]. A full list of nomenclature for all physical parameters is presented in Table 1.
Table 1. A full list of nomenclature.
Symbols

Parameters

A
AARE
k
M
n
nA
Q
R
T
U
X
Z
α
γ
ε
.
ε
μ
ρ
σ
σ0
σp
σRex
Ω

Material constant (s−1 )
Average absolute relative error
Material constant
Dislocation strengthening constant
Stress exponent
Avrami’s exponent
Activation energy for hot deformation (kJ·mol−1 )
Universal gas constant (J·K−1 ·mol−1 )
Absolute deformation temperature (K)
Hardening parameter (m−2 )
Recrystallized volume fraction
Zener–Hollomon parameter (s−1 )
Stress multiplier (MPa−1 )
Austenite phase
True strain
Strain rate (s−1 )
Shear modulus (GPa)
Dislocation density (m−2 )
True stress (MPa)
Lattice friction stress (MPa)
Peak stress (MPa)
Steady state stress after dynamic recrystallization (MPa)
Softening parameter

Therefore, the main aim of the present work was to study the hot ﬂow behavior
of an interphase-precipitated Ti-Mo microalloyed steel with a typical composition of
Fe-0.04C-0.2Si-1.5Mn-0.08Ti-0.22Mo at strain rates of 0.1~10 s−1 and a series of deformation
temperatures ranging from 900–1150 ◦ C. The activation energy for hot deformation and peak stress of
both steels were determined, in conjunction with physically-based modeling of hot ﬂow behavior. The
experimental veriﬁcation was performed through microstructural evolution and mechanism analysis
during hot deformation.
2. Experimental Procedures
A 30-kg ingot with a typical composition of Fe-0.04C-0.2Si-1.5Mn-0.08Ti-0.22Mo was prepared,
followed by heating to 1200 ◦ C for 2 h and hot rolling to ~20 mm in thickness. The calculated austenite
to ferrite transformation start temperature Ar3 by Thermo-calc software is approximately 858.1 ◦ C. The
as hot-rolled microstructure consisted of ferrite with an average grain size of ~40 μm, along with a
small amount of pearlite (~7%), as presented in Figure 1. Cylindrical specimens of Φ 8 × 15 mm were
machined from the hot-rolled plates, with the axis parallel to the rolling direction.
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Figure 1. The initial hot rolled microstructure of Ti-Mo steel.

A series of hot compression tests was conducted on a Gleeble-2000 thermo-mechanical simulator.
Specimens were reheated at a rate of 10 ◦ C/s to 1200 ◦ C for 3 min for homogenization purposes,
followed by cooling at 10 ◦ C/s to diverse deformation temperatures. After soaking for 10 s, they were
compressed in a single hit to ε = 0.8 at temperatures of 900~1150 ◦ C and strain rates of 0.1~10 s−1 ,
followed by immediate quenching in water. The selection of temperatures considered is based on
the following two facts: (1) the austenite was deformed in the single austenitic region; (2) all three
common deformation mechanisms appeared on the ﬂow curves in this study.
Microstructural characterization after hot deformation was performed using an optical microscope
(OM, OLYMPUS DSX500, Tokyo, Japan) and electron backscattered diffraction (EBSD) in a JEOL
JSM-7100F (Jeol, Tokyo, Japan) ﬁeld emission gun scanning electron microscope. The scanning step size
was approximately 0.5 μm, and data post-processing was performed using a Tex-SEM Laboratories
orientation-imaging microscope (OIM) system. Specimens for EBSD were prepared by standard
mechanical grinding and electro-polishing using a perchloric acid-alcohol solution (1:15) at 30 V.
3. Results and Discussion
3.1. Hot Flow Behaviors
Figure 2 shows the representative true stress-strain curves obtained during hot deformation of
Fe-0.04C-0.2Si-1.5Mn-0.08Ti-0.22Mo steel at temperatures of 900~1150 ◦ C and strain rates of 0.1~10 s−1 .
As commonly observed, the ﬂow stress level of experimental steel was elevated with increasing strain
rate or dropping deformation temperature. In the relatively low strain rate (0.1 s−1 ), the ﬂow curves
were characterized by dynamic recovery (DRV) and dynamic recrystallization (DRX), except at 900 ◦ C.
Increasing strain rate was found to retard the progress of DRV or DRX, and no DRX phenomenon
was observed at the stain rate of 10 s−1 , irrespective of deformation temperature. The change in ﬂow
stress level with deformation temperature or strain rate was probably due to an increase in the rate of
restoration processes and a decrease in the strain hardening rate [12]. The lower strain rate can provide
enough time for energy accumulation, and the higher deformation temperature can accelerate the
dissolution of precipitates, dislocation movement and grain boundary migration for the formation
of DRX nuclei, which in turn lowered the stress level [12,13]. It is worth mentioning that the ﬂow
curves exhibited a prominent oscillation at all temperatures for the lowest strain rate of 0.1 s−1 , while
the oscillations were much slower with increasing strain rate. The oscillation phenomenon could be
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mainly attributed to the reduced accuracy and stability of sensors at the lowest strain rate of 0.1 s−1 , as
well as the competing effect between various deformation mechanisms [13].

Figure 2. Typical ﬂow curves of Ti-Mo steel obtained under various temperatures in the range of
900–1150 ◦ C and strain rates of (a) 0.1 s−1 , (b) 1 s−1 and (c) 10 s−1 .

3.2. Peak Stress Analysis
In general, the peak stress was one of the most widely-accepted parameter used to ﬁnd the hot
working constants, especially for DRV and DRX types [14–16]. According to the analysis of ﬂow curves,
both DRV and DRX behaviors were found to happen in the temperature range from 1000–1150 ◦ C
for all strain rates. To elucidate the inﬂuence of deformation temperature and strain rate on the peak
stress of experimental steel, a peak stress model, which was suitable for a wide range of strain rates
and deformation temperatures, was expressed in the hyperbolic sine form [17].
•

ε = A[sinh(ασp )]n exp(− Q/RT )

(1)

.

where σp is the peak stress, ε is the strain rate, n is the stress exponent, A is a material constant, α is the
stress multiplier, Q is the activation energy for hot deformation, R is the universal gas constant and T
is the absolute deformation temperature.
In terms of various stress levels, Equation (1) can be simpliﬁed in the power law and
exponential law:
•

ε = A1 σp n1 exp(− Q/RT )

•

ε = A2 exp( βσp ) exp(− Q/RT )
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(ασp > 1.2)

(2)
(3)

Metals 2018, 8, 243

where A1 , A2 , n1 , β are material constants. According to the linear regression of experimental
.
.
data, the values of n1 and β were determined using plots of lnε-lnσp and lnε-σp at each
deformation temperature [18], as displayed in Figure 3. Thus, the stress multiplier is determined as
α = β/n1 = 0.06653/6.736 = 0.009876.

.

.

Figure 3. Plots of (a) lnε vs. lnσp and (b) ln ε vs. σp at each deformation temperature of 1000–1150 ◦ C
for determining material constants, n1 and β.
.

To derive the value of n in Equation (1), plots of lnε-ln[sinh(ασp )] at each deformation temperature
are shown in Figure 4a. By linear ﬁtting, the average value of n was approximately 5.0. Thus, the value
of Q was obtained by taking the partial derivative of Equation (1) in the form of the natural logarithm.

Q = Rn

∂ ln(sinh(ασp ))
∂(1/T )


•

ε

= RnS

(4)

where the value of S was determined as 10.31, based on the average slope of plots of ln[sinh(ασp )]
− 1000/T at each strain rate (Figure 4b). The Q value of ~428.5 kJ/mol obtained here was much
higher than the activation energy for self-diffusion in γ-iron (~280 kJ/mol) [19], indicating that the
deformation mechanism at high temperature was not controlled by atomic diffusion.
A widespread parameter, the Zener–Hollomon (Z) parameter [20], was introduced to determine
the material constant A, as expressed in Equation (5).
•

Z = ε exp(

Q
)
RT

(5)

By combining Equations (1) and (5), the following natural logarithm form was obtained:
ln Z = ln A + n ln[sinh(ασp )]

(6)

According to the plot of lnZ-ln[sinh(ασp )] (Figure 4c), the value of A was determined as
1.69 × 1016 s−1 . The detailed ﬁt parameters associated with the peak stress model for both steels
are summarized in Table 2. The correlation coefﬁcients (R2 ) of all ﬁt parameters were beyond 0.984,
implying a desirable ﬁt to experimental data.
Table 2. The ﬁt parameters associated with the peak stress model for Ti-Mo steel.
Sample
Ti-Mo

Q, kJ/mol
428.5

n
5.00

A, s−1
1.69 ×

1016

α, MPa−1
0.009876

Note: Q is the activation energy for hot deformation; n is the stress exponent; A is a material constant; α is the
stress multiplier.
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.

Figure 4. Plots of (a) ln[sinh(ασp )] vs. 1000/T, (b) ln ε vs. ln[sinh(ασp )] and (c) lnZ vs. ln[sinh(ασp )]
under different experimental conditions for the values of n, S and A.

By substituting the ﬁt parameters into Equation (1), the σp as a function of deformation
temperature and strain rate can be expressed as:
•

ε = 1.69 × 1016 (sinh0.009876σp )5 exp(−428500/RT )

(7)

When introducing the Z parameter into Equation (7), the σp can be also obtained in the
following form.
⎧
•
428500
⎪
⎨ Z = ε exp( RT )
⎪
⎩ σp =

1
0.009876

Z
ln ( 1.69×
)
1016

1/5

+ ( 1.69×Z1016 )

2/5

+1

1/2

(8)

The experimental peak stresses were compared with those predicted using the constitutive
Equation (8) under different deformation conditions, see Figure 5. The validity of the σp model was
further examined by an average absolute relative error (AARE):
AARE =

1
N

N



 Ei − Pi 
 × 100%
E 

∑ 

i =1
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i

(9)
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where Ei is experimental data, Pi is the predicted value and N is the number of ﬁt data used in this
study. The AARE value was about 3.69%, reﬂecting the accurate estimation of peak stress. The
satisfactory agreement between the predicted and experimental data suggests that the constitutive
equations we proposed herein gave an accurate prediction of ﬂow stress during hot deformation.

Figure 5. Comparison of the peak stress model and experiment data for Ti-Mo microalloyed steel at
different temperatures of 1000–1150 ◦ C and strain rates of 0.1, 1 and 10 s−1 . The average absolute
relative error was about 3.69%.

3.3. Physically-Based Constitutive Analysis
In general, the dislocation density increased with strain during hot deformation, leading to work
hardening (WH) or the DRV phenomenon. Regarding the ﬂow curves of WH and DRV, the dislocation
density (ρ)-based ﬂow stress model proposed by Bergstrom [21] was used in this study as follows:

√
σ = σ0 + Mμb ρ
dρ
dε = U − Ωρ

(10)

where σ0 is the lattice friction stress, M is a dislocation strengthening constant, μ is the shear modulus,
b is the burgers vector, U is the hardening parameter and Ω is the softening parameter. The value of M
ranged from 0.88–0.9 [22], and the b value was taken as 2.5 × 10−10 m [6]. The value of μ varied from
43.5–48.4 GPa at temperatures of 900–1150 ◦ C by extrapolating from the experimental data from the
literature [23]. Thus, the values of σ0 , U, Ω could be obtained based on the present experiment data.
After the onset of DRX, the hot ﬂow behavior of Ti-Mo steel was described, based on the
Kolmogorov–Johnson–Mehl–Avrami (KJMA) softening model as follows [24,25]:
σ = σp − X (σp − σRex )
X = 1 − exp(−ktn A )

(11)

where σRex is the steady state stress after DRX, X is the recrystallized volume fraction, k is a material
constant and nA is Avrami’s exponent. Thus, the ﬂow behavior of Ti-Mo steel involving DRX was
modeled by the coupling of the Bergstrom and KJMA’s models. The former was used to model the ﬂow
stress before reaching peak stress; whereas the later for that after the onset of DRX. All undetermined
parameters in Equations (10) and (11) can be obtained based on the MATLAB programing.
To verify the accuracy of the developed models, the predicted and experimental ﬂow curves under
different deformation conditions were compared, as plotted in Figure 6. According to Equation (9),
the accurate estimation of ﬂow stress using the Bergstrom and KJMA models was about 1.68%, which
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reﬂected a satisfactory agreement between the predicted and experimental data. In contrast, the
combined Bergstrom and KJMA models could precisely predict the whole hot deformation behaviors
of Ti-Mo steel involving DRX (Figure 6a).

Figure 6. The typical predicted and experimental ﬂow curves of Ti-Mo microalloyed steel at
.
.
temperatures of 900–1150 ◦ C and different strain rates: (a) ε = 0.1 s−1 ; (b) ε = 10 s−1 .

Meanwhile, several important parameters such as U, Ω and nA were utilized to compare the
variations in hot deformation behavior of Ti-Mo steel as a function of the Z parameter. From Figure 7,
the U value was found to exhibit an approximately positive linear relationship with lnZ (Figure 7a).
An increase in the Z value corresponded to the larger strain rate or the lower deformation temperature,
implying more effective work hardening. On the contrary, the Ω value dropped with increasing
Z value (Figure 7b). Furthermore, the peak dislocation density (ρp ) exhibited a similar tendency with
the U (Figure 7c), due to the proportional relationship between these two parameters.
Additionally, the values of the Avrami exponent, nA , were found to vary between 1.2 and 2.1
with lnZ, as presented in Figure 7d, which was comparable with those values reported in previous
studies [11,26]. The variation in nA indicated different mechanisms of DRX. In the lower Z region, the
nA value was close to one, suggesting a larger probability of nucleation sites on the interfacial surface
of grain and twin boundaries. In the larger Z region, however, the nA value reached ~2, implying that
nucleation of DRX happened on the grain and twin edges [27].

Figure 7. Cont.
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Figure 7. The relationship between typical parameters for physical models and the Z parameter.
(a) Hardening parameter, U; (b) softening parameter, Ω; (c) Avrami’s parameter, nA ; (d) peak dislocation
density, ρ p .

3.4. Experimental Veriﬁcation and Mechanism Analysis
To analyze the inﬂuence of hot deformation on the microstructural features of Ti-Mo steel, both
OM and EBSD were employed to study the deformed specimens. When the specimen was deformed
at 900 ◦ C to a strain of 0.8 at 0.1 s−1 , the severely pancaked prior austenitic grains were observed
(Figure 8a), implying that WH was the dominant deformation mechanism. Furthermore, the fresh
ferrite formed at the prior grain boundaries (inset of Figure 8a), which suggests that the strain-induced
ferrite (SIF) occurred due to the lower deformation temperature, just above the Ar3 temperature
(~858.1 ◦ C). With increasing deformation temperature to 1150 ◦ C at 0.1 s−1 , the fully-equiaxed grains
were observed (see the black lines in Figure 8b), indicating that the hot deformation of Ti-Mo steel was
mainly controlled by DRX. This was in agreement with the continuous softening mechanism observed
on the ﬂow curves in Figure 2a. Accordingly, the formation of new equiaxed grains was mainly
associated with the rearrangement or annihilation of dislocations [28,29]. Meanwhile, further straining
was accompanied by an acceleration of the transformation of low to high angle grain boundaries
resulting from the recovery-assisted absorption of dislocations in the existing sub-boundaries. The
whole microstructural evolution upon straining at 1150 ◦ C and 0.1 s−1 is schematically illustrated in
Figure 8d as well.
However, at the higher stain rate of 10 s−1 and deformation temperature of 1150 ◦ C, some
deformation bands and substructures were still observed in the large pancaked prior austenite grains
(Figure 8c). This suggests that DRV played an important role during hot compression in the high
strain rate domain (e.g., 10 s−1 ) at higher temperatures, which was also in accordance with the steady
ﬂow stress with strain in Figure 2c. As schematically displayed in Figure 8d, the new grain evolution
involved the development of strain-induced HAGBs resulting from an increase in the misorientations
of individual LAGBs and progressive subgrain rotation [30,31] upon further straining.
The change in boundary misorientation angle as a function of deformation temperature and
strain rate is displayed in Figure 9. In EBSD analysis, the number of high angle austenitic/martensitic
boundaries was distinguished, in view of the variation between their crystal orientations. When
deformation was performed at 900 ◦ C and 0.1 s−1 , a large number of low-angle subgrain boundaries
of 2–5◦ (>40%) was observed inside the deformed grains (Figure 9a). As the deformation temperature
increased to 1150 ◦ C at the same strain rate of 0.1 s−1 , the fraction of LAGBs of 2–5◦ dramatically
dropped by ~33.6% with a number of high angle austenitic grain boundaries (~46.2%), implying the
occurrence of a pronounced DRX [32]. Consequently, the DRX was accelerated, and the ﬂow stress was
greatly reduced due to the decreased density dislocation, which corresponded to Figures 2a and 8b.
Having deformed at higher strain rates (e.g., 10 s−1 ) and 1150 ◦ C, the fraction of high angle austenitic
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grain boundaries was reduced to ~29.7% with a higher fraction of LAGBs of 2–5◦ (~37.5%), implying
that the DRX process was impeded and that the ﬂow stress increased, owing to the accumulating strain
and hardening substructure, which correspond to the ﬂow curves in Figures 2c and 8c.

Figure 8. Microstructural evolution of a Ti-Mo microalloyed steel during hot compression at different
temperatures and strain rates: (a) 900 ◦ C/0.1 s−1 , (b) 1150 ◦ C/0.1 s−1 and (c) 1150 ◦ C/10 s−1 ; as well
as the corresponding schematic diagrams (d). LAGBs and HAGBs indicate the low/high angle grain
boundaries. The background colors represent the low/high density of dislocations, respectively. SIF,
strain-induced ferrite.

Figure 9. Electron backscattered diffraction (EBSD) maps of Ti-Mo microalloyed steel under different
deformation conditions: (a) 900 ◦ C/0.1 s−1 , (b) 1150 ◦ C/0.1 s−1 and (c) 1150 ◦ C/10 s−1 . The red and
black solid lines represent the low-angle grain boundaries (LAGBs) of 2–15◦ and high-angle grain
boundaries (HAGBs) of above 15◦ . The plane of EBSD observation was parallel to the compression axis.

The present study demonstrates that a combination of Bergstrom and KJMA models, which we
proposed herein, could be used to predict the whole ﬂow behaviors of the interphase-precipitated
microalloyed steels under various hot deformation conditions, involving DRX. By comparing the
characteristic stresses and material parameters over all deformation conditions, especially at the higher
strain rates studied, the dependence of hot ﬂow behavior on strain rate and deformation temperature
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was further clariﬁed. Therefore, the constitutive model may provide a powerful tool for optimizing
the hot working processes of high performance Ti-Mo steels with interphase precipitation.
4. Conclusions
The hot ﬂow behaviors of an interphase-precipitated Ti-Mo steel were investigated by conducting
a series of hot compression tests at higher strain rates of 0.1~10 s−1 and temperatures of 900~1150 ◦ C
on a Gleeble-2000 thermo-mechanical simulator. The main conclusions involved:
(1)

The peak stress as a function of deformation temperature and strain rate was determined as:
•

ε = 1.69 × 1016 (sinh0.009876σp )5 exp(−428500/RT )

(2)

(3)

(4)

(5)

(12)

Under conditions where DRV or WH was dominant, the hot ﬂow behavior could be modeled
using the Bergstrom equation; once DRX was initiated, the coupling of the Bergstrom and KJMA’s
models was capable of predicting the ﬂow behaviors in the whole hot deformation.
The values of U and ρp exhibited an approximately positive linear relationship with the
lnZ parameter, while the Ω dropped with increasing Z value. Meanwhile, the nA value
varied between 1.2 and 2.1 with lnZ, indicating the variation in the mechanisms of DRX with
deformation conditions.
After the microstructure deformed at 900 ◦ C and 0.1 s−1 , the severely pancaked prior austenitic
grains remained; with increasing deformation temperature above 950 ◦ C and 0.1 s−1 , the
fully-equiaxed DRX grains formed through rearrangement or annihilation of dislocations.
However, as the strain rate increased to 10 s−1 for different deformation temperatures, WH
and DRV were dominant, resulting in some deformation bands and substructures in the large
pancaked prior austenite grains.
With increasing the temperature from 900–1150 ◦ C at 0.1 s−1 , the fraction of LAGBs of 2–5◦
dropped by ~33.6%, with greatly increased high angle austenitic grain boundaries (~46.2%) due
to a pronounced DRX phenomenon. With increasing strain rate to 10 s−1 at 1150 ◦ C, the fraction
of LAGBs of 2–5◦ increased to ~37.5%, which was associated with inhibition of DRX.
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Abstract: Microalloyed steels have evolved in terms of their chemical composition, processing,
and metallurgical characteristics since the beginning of the 20th century in the function of
fabrication costs and mechanical properties required to obtain high-performance materials needed
to accommodate for the growing demands of gas and hydrocarbons transport. As a result of this,
microalloyed steels present a good combination of high strength and ductility obtained through the
addition of microalloying elements, thermomechanical processing, and controlled cooling, processes
capable of producing complex microstructures that improve the mechanical properties of steels.
These controlled microstructures can be severely affected and result in catastrophic failures, due to
the atomic hydrogen diffusion that occurs during the corrosion process of pipeline steel. Recently,
a martensite–bainite microstructure with acicular ferrite has been chosen as a viable candidate to be
used in environments with the presence of hydrogen. The aim of this review is to summarize the
main changes of chemical composition, processing techniques, and the evolution of the mechanical
properties throughout recent history on the use of microalloying in high strength low alloy steels,
as well as the effects of hydrogen in newly created pipelines, examining the causes behind the
mechanisms of hydrogen embrittlement in these steels.
Keywords: microalloyed steels; mechanical properties; processing; microstructural and chemical
composition; hydrogen embrittlement

1. Introduction
Steel has represented a great advance in the history of the humanity, due to its multiple uses and
excellent properties. Throughout history, great discoveries have been made through the knowledge of
the phenomena that dominate the behavior of alloys, such as chemical composition, microstructure
and thermomechanical processes. Many researchers have contributed to this knowledge and laid the
foundations responsible for the continuous developments in the ﬁeld of metallurgy.
In the last 50 years, the strength of steels has increased progressively thanks to advances
in metallurgy and manufacturing techniques in response to the market demand for lighter and
stronger steels. The need to achieve these characteristics of higher strength and weldability with
sufﬁcient toughness and ductility has led to the development of high strength low alloy (HSLA) steels.
Metals 2018, 8, 351; doi:10.3390/met8050351
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HSLA steels typically contain very low carbon content and small amounts of alloying elements [1],
and these are classiﬁed by the American Petroleum Institute (API) in order of its strength (X-42, X-46,
X-52, X-56, X-60, X-65, X-70, X-80, X-100 and X-120). These properties are achieved by a careful selection
of microalloy composition and optimization of thermomechanical processing (TMP) and accelerated
cooling conditions subsequent to the TMP.
HSLA steels have been developed to obtain improved mechanical properties compared to normal
carbon steels, as well as superior corrosion resistance properties. Alloying elements include 0.05–0.25%
carbon, manganese content up to 2%, and small amounts of chromium, nickel, molybdenum, copper,
nitrogen, vanadium, niobium, titanium and zirconium that can be used in different proportions [2].
There are many types of HSLA steels, such as weathering steels, microalloyed ferrite-pearlite
steels, as-rolled pearlitic steels, acicular ferrite steels, dual phase steels, and inclusion shape-controlled
steels. Commonly weathering steels have compositions that include small quantities of alloying
elements to improve corrosion resistance; additions of copper are often used in atmospheres where the
levels of phosphorus and sulfur are low in the air. In general, microalloyed ferrite-pearlite steels present
compositions with small percentages of carbide formers like vanadium and titanium, which strengthen
the steel via precipitation hardening and grain reﬁnement. As-rolled pearlitic steels typically only
contain carbon and manganese but can have additions of other elements to increase their strength.
Dual phase steels use microalloying to create a ferrite matrix with dispersed martensite [2].
The importance of these steels lies in their use in a wide variety of commercial and industrial
applications; as a result of this, they have served as crucial materials to achieve great advances in
many ﬁelds, such as: construction, heavy duty vehicles, storage tanks, railroad cars, oil rigs, pipes for
hydrocarbon transport and many more.
2. Chemical Composition of Microalloyed Steels
High Strength Low Alloy (HSLA) steels were introduced at the beginning of the 20th century
and the main elements used in a low wt % combination are Nb, V, and Ti. The microalloyed steels
(as later were named) use a small amount of microalloying elements ranging from 0.10 up to 0.15 wt %,
for single and multi-elements [3], and are either Nb, V or Ti alloyed [4].
The use of microalloyed elements was ﬁrst reported in the literature around the years 1938–1939,
with the use of Nb as a strengthener of hot rolled C-Mn steels [5]. Subsequently, in the year 1945,
the V effects were used to increase the strength of normalized steels, but these new microalloyed steels
had low impact toughness and ductility [6,7]. It was well known the advantage of grain reﬁning effects
due to precipitation of microalloyed elements in the presence of N and C, promoting the precipitation
of carbides, nitrides and carbonitrides (Nb, V) (C, N), but the strengthening mechanism was not clear.
The increase of Mn content has been correlated to a reduction of the harmful effect on toughness
caused by the precipitation of V and Nb carbonitrides [8], and it was later discovered that Nb
could retard the austenite recrystallization [9], which was the introduction of controlled rolling
and thermomechanical controlled processing [10]. Mo and Al were used to retard the austenite
recrystallization, but it was determined that Nb was the most effective [11]. Later, the use of other
elements Zr, B and rare earth metals were used for the control of inclusions, and the controlled
additions of S were added to improve the machinability [12]. The effect of microalloying content (wt %)
on austenite recrystallization is shown in Figure 1.
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Figure 1. Austenite recrystallization as a function of microalloying content, (a) niobium, (b) titanium,
(c) aluminum and (d) vanadium, content [12].

The early work on Nb microalloyed steels was concentrated in the USA and UK; in the year 1958,
the American company National Steel Corporation developed an Nb-treated steel with relatively low
cost with the addition of 0.005–0.03% of Nb content, obtaining a combined effect on strengthening and
good toughness [13], this semikilled C-Mn steel is able achieve a yield strength in a range of 300 up to
415 MPa. Furthermore, V was used in combination of Cr-Mo to improve the creep resistance at high
temperatures, which was attributed to their high temperature stability [14], with a maximum working
temperature of 400 ◦ C.
In the 1970s, the strengthening mechanism was developed by the optimization of chemical
composition and processing. The principal mechanisms that even modern high strength steels still use
are grain size reﬁnement, solid solution by Mn, Mo, Si, Cu, Ni, Cr addition, precipitation hardening due
to the formation of Nb, V, Ti carbonitrides, increased dislocation density and ﬁne grain microstructure
generated by a thermomechanical controlled processing and controlled cooling that enhance the
mechanical properties [15–17], and decreases the transformation temperature. In accordance with
Vervynct et al. [18], the solid solution strengthening is directly related to the microalloyed content,
while grain size reﬁnement and precipitation hardening is a function of the interaction between
microalloying elements and strain percent during thermomechanical controlled processes (TMCPs).
79

Metals 2018, 8, 351

The C content used in HSLA steels before 1980 was 0.07–0.12%; meanwhile, up to 2% of Mn
content was commonly employed together with different additions and combinations of V, Nb and Ti
(max. 0.1%) [19]. Reducing the C content could improve the weldability maintaining strength, and it
was equal to mild steels, but the principal problem of reducing the C content was that ductility and
toughness were not as good as quenched and tempered steels [19].
Controlling the critical temperatures of austenite, microalloying elements can be adjusted to
achieve the ﬁnal mechanical properties required for some applications. These critical temperatures are:
the grain coarsening temperature during reheating, recrystallization temperature during hot rolling
and transformation temperature during cooling [20,21]. The principal effects of microalloying elements
are summarized in Table 1.
Table 1. Principal effect of microalloyed elements [18].
Element

wt %

C

<0.25

Mn

0.5–2.0

Retards the austenite decomposition during accelerated cooling
Decreases ductile to brittle transitions temperature
Strong sulﬁde former

Si

0.1–0.5

Deoxidizer in molten steel
Solid solution strengthener

Al

<0.02

Nb

0.02–0.06

Ti

0–0.06

Austenite grain control by titanium nitrides
Strong ferrite strengthener

V

0–0.10

Strong ferrite strengthener by vanadium carbonitrides

Zr

0.002–0.05

N

<0.012

Mo

0–0.3

Ni

0–0.5

Increase fracture toughness

0–0.55

Improves corrosion resistance
Ferrite strengthener

Cu

Effect
Strengthener

Deoxidizer
Limits grain growths as aluminum nitride
Very strong ferrite strengthener as niobium carbides/nitrides
Delays austenite-ferrite transformation

Austenite grain size control
Strong sulﬁde former
Strong former of nitrides and carbonitrides with microalloyed elements
Promotes bainite formations
Ferrite strengthener

Cr

0–1.25

In the presence of copper, increase atmospheric corrosion resistance

B

0.0005

Promotes bainite formation

The evolution of the chemical composition of microalloyed steels from 1959 to the present is
shown in Table 2. Microalloyed steels present a large variety of complex combinations in their chemical
composition (Nb-V, Nb-Mo, Nb-Cr) depending on the mechanical properties required.
The precipitation of carbides and nitrides occurs in three distinct stages during the microalloyed
steels processing as is described in Table 3 [22,23]. These precipitates could be homogeneous, coherent,
semi-coherent or incoherent with the crystalline lattice of steel. They can even precipitate in grain
boundaries and dislocations, where they can later promote strain induced precipitation.
Modern studies have primarily focused on nanoprecipitates since they make a signiﬁcant
contribution to the yield strength [24]. The presence of precipitates (Ti, V, Nb) (C, N) inhibits the
movement of the austenitic grain boundary and retards the grain growth at high temperatures [25];
this process impedes the movement of the dislocations and causes an increase in strength of the
steel [26]. Other studies have determined that precipitates of TiN and Nb (C, N) have been effective
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in inhibiting the growth of austenitic grain [11]. The austenite grain inhibition effect depends on the
forming temperature of carbonitrides during the processing of steels.
The principal effects associated with the formation of Nb, V and Ti carbonitrides are listed in
Table 4 and Figure 2 shows the solubility temperature of the most common precipitates in microalloyed
steels. These effects depend strongly on the stability and solubility as a function of temperature
processing. According to this ﬁgure, the VN, NbCN and TiC particles are stable at the typical
normalizing temperature, around 900 ◦ C, which induces a sufﬁcient volume fraction of ﬁne particles
for grain growth controlling [27,28].
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S

Si

Cu
0.02–0.31
0.006–0.27
0.015–0.20
0.25–0.46
0.010–0.015

Mo
0.005–0.14
0.01–0.3
0.05–0.3
0.19–0.43
0.001–0.40

Nb
0.018–0.06
0.051–0.092
0.038–0.090
0.043–0.089
0.048–0.1

V
0.042–0.21
0.001–0.095
0.002–0.1
0.003–0.07
<0.025

Ti
0.002–0.01
0.009–0.03
0.007–0.024
0.011–0.02
<0.015

0.006–0.030
0.045–0.04

Al

Cr
0.02–0.157
0.007–0.266
0.015–0.12
0.016–0.42
0.22–0.42

Ni

Precipitation induced by strain during controlled rolling, retarding the austenite recrystallization and causing grain reﬁnement.

Formed during or after austenite-ferrite transformation, nucleation in austenite-ferrite interfase or ferrite. Fine precipitation is observed.

3

X-65
X-70
X-80
X-100
X-120

Grade

2

0.0013–0.0017

B

Formed during the liquid phase or after solidiﬁcation process.
Very stable precipitates, generally too coarse to inﬂuence on austenite recrystallization. Smallest can retard austenite coarsening during reheating.

0.005–0.8
0.02–0.23
0.02–0.75
0.13–0.54
0.017–1.35

1

Table 3. Stages of carbides and nitrides precipitation during microalloyed steels processing [22,23].

0.02–1.39
0.14–0.44
0.17–0.31
0.1–0.25
0.08–0.31

Description

0.0002–0.03
0.001–0.015
0.001–0.009
0.001–0.0024
0.001–0.004

Stage

Mn

0.30–1.68
1.44–1.76
1.52–1.90
1.56–2.0
0.54–2.14

C

0.041–0.17
0.037–0.125
0.028–0.142
0.025–0.1
0.027–0.05

Table 2. Evolution of chemical compositions as a function of the API steel grade [21].
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Figure 2. Carbonitrides solubility as a function of temperature, (a) vanadium nitride, (b) niobium
carbide, (c) niobium nitride and (d) titanium carbide [27,28].
Table 4. The effect of carbides, nitrides and carbonitrides on steels processing [27,28].
Precipitate Type
Nb
TIN
VN, NbCN, TiC
Nb, NbCN
VC
VN, VC, NbCN, TiC

Effect
Control austenite transformation during hot rolling processing
Pin and reﬁne the grain size during high temperature austenitizing
Reﬁnes steels microstructure and grain size
Increase recrystallization temperature during hot rolling
Induces precipitation strengthening after normalizing
Induce precipitation strengthening after hot rolling

Nb addition is used for grain reﬁnement and precipitation strengthening, but this strengthening
effect is reduced when Nb (C, N) precipitates during hot deformation. These precipitates retard
the recovery and recrystallization of deformed austenite and increase the non-recrystallization
temperature [29]. The principal role for Nb additions are: NbC and Nb (C, N) precipitation at
austenite-ferrite transformation during cooling or cooling treatment that increases strengthening [30];
Nb solid solution and its carbonitrides precipitates retard the austenite grain growth and suppress
austenite-ferrite transformation that cause a grain reﬁnement.
On the other hand, small additions of Ti cause a ﬁnely dispersed nanoscale nitrides precipitation
that restricts austenite grain growth at higher temperatures (1200 ◦ C) [31]. Ti segregates during
solidiﬁcation of the steel and causes a local concentration inducing a precipitation of large TiN particles
that cause a pinning effect and the formation of acicular ferrite producing a good heat affected zone
(HAZ) toughness [32]. TiC precipitation can also cause strengthening; however, V is the most versatile
precipitation strengthening element, and is effective in different compositions of microalloyed steels as
well as in those with higher C content.
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The Nb addition has a high inﬂuence on the transformation temperature of HSLA steels under
normal processing conditions [21,33]. Nb in solid solution in austenite reduces the Ar1 and Ar3
transformation temperatures of C-Mn steel. This process causes a large austenite grain size that
transforms in ferrite or bainite Widmanstädter. The presence of this microstructure conveys a lower
fracture toughness than has been observed in Nb-treated steels ﬁnish rolled at temperatures around
1000 ◦ C [34]. However, low temperature ﬁnish rolled steels containing a ﬁne austenite grain size are
able to use the Nb transformation effect in combination with that of bainite-forming elements such
as Mo or B to form stronger and tougher steels. The use of controlled cooling reduces the amount of
alloying elements required and the steels can reach strengths around 600 MPa [35].
In 2018, microalloyed steels with vanadium were studied, in which an increase in resistance up
to 120 MPa was obtained. It was determined that the vanadium atoms in solution delay the bainite
reaction at lower transformation temperatures (by 30–40 ◦ C) within cooling rates of 1–50 ◦ C/s [36].
3. Processing of Microalloyed Steels
One of the most efﬁcient and commonly employed methods to improve and control the mechanical
properties of steels is the TMCP. This technology has been developed and applied to the industry in
a fast manner. A high production volume of steels has been manufactured through this process due to
its excellent results. The main principles behind this process are the ability to reﬁne the austenite grain
size, increase the defect density, accelerate the precipitation of micro-alloying elements, and control the
type of obtained phases [37]. This process has been used more and more, replacing the heat treatment
techniques of normalizing, quenching and tempering the heat process. The TMCP helps to make
cheaper and simpler the production process of low-carbon bainitic steels, in addition to providing
high strength, high tenacity, and good weldability. One of the options to achieve these properties is to
increase the microalloying contents, such as Nb, Ti or V; besides affecting austenite microstructural
evolution, it contributes greatly to increasing precipitation hardening and dislocation density. One of
the problems with high strength low alloy (HSLA) steels is the complex interaction between their
hardening mechanisms, making it difﬁcult to optimize parameters for their manufacture.
In order to maintain good control of the TMCP, a good understanding of the two processes
involved is required; the complex interaction between strain precipitation of niobium carbonitride
in austenite and static recovery [38–41] (Figure 3). The effect of initial austenite grain size and
rolling temperature on the critical strain for recrystallization was studied by Tanaka et al. [42] and
Kozasu et al. [43], and they reported excellent results in the year 1975, Figures 4 and 5.
Most microalloyed steels are manufactured by controlled rolling and accelerated cooling (TMCP).
Severe low temperature rolling is often applied, which may negatively affect fracture toughness
(ductile crack arrestability) and resistance to sour environments [44]. Consequently, other technologies
have emerged such as the High Temperature Processed Steels [45].
Research by Kozasu et al. [43] showed that equivalent low temperature fracture toughness can be
achieved at 1000 ◦ C ﬁnishing temperature when 0.10 percent niobium is used compared with 800 ◦ C
ﬁnish rolling temperature (Figure 6).
In a TMCP, the mechanical properties are greatly affected by different parameters, such as rolling
ratio, rolling temperature, cooling pattern, cooling rate and the coiling temperature. Among these
factors, one of the most signiﬁcant is the cooling temperature [46,47]. On the other hand,
the temperature of the TMCP contributes to the precipitation of the microalloying elements [48–52].
In the year 2016, Misra and Jansto [53] reported a high strength low alloy (HSLA) steel. At a TMCP
temperature of 579 ◦ C, the reported yield strength (YS) was in the range of 701–728 MPa, tensile strength
was 996–997 MPa, and elongation was 21–23% (Table 1) [54]. When the TMCP temperature was 621 ◦ C,
yield strength, tensile strength, and elongation were in the range of 749–821 MPa, 821–876 MPa,
and 19–25%, respectively (Table 5) [54].
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Figure 3. Isothermal recrystallization and precipitation in a columbium steel after 50% deformation.
(a) 0%, (b) 50% and (c) 100%, recrystallized. The steel contained 0.10% C, 0.99% Mn, 0.040% Nb,
and 0.008% N [38].

Figure 4. Effect of deformation temperature and initial grain size on critical amount of deformation
required for completion of recrystallization in the (a) plain-carbon and (b) niobium steels [42].
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Figure 5. Effect of initial grain size on the critical rolling reduction needed for austenite recrystallization
of a 0.03% columbium steel reheated to 1250 ◦ C for 20 min. The initial grain size of the test plates was
varied by rolling at higher temperatures [43].

Figure 6. Effect of columbium on lower yield stress and transverse 50% shear fracture appearance
transition temperature (FATT) for 20-mm thick steel with a 0.08% carbon, 0.25% silicon, and 1.50%
manganese base composition. The reheating temperature was 1250 ◦ C, (a) 800 ◦ C ﬁnishing temperature,
(b) 1000 ◦ C ﬁnishing temperature [43].
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Table 5. Average yield strength, tensile strength, and elongation [54].
Temperature
Yield strength
Tensile strength
Elongation

579 ◦ C
701–728 MPa
996–997 MPa
21–23%

621 ◦ C
749–821 MPa
821–876 MPa
19–25%

Some works have focused on developing equations to determine the optimal parameters in speciﬁc
compositions, such as Maubane et al. [55], who deduced an equation to calculate the instantaneous
ﬂow stress using multiple linear regressions. They observed that the main variables were dislocation
density, precipitation hardening in ferrite [56], temperature, solid solution strengthening [57], and grain
reﬁnement through the lowering of the Ar3 [58].
Some researchers [59] have reported that there are several ways to achieve excellent mechanical
properties by designing materials incorporated with nanoscale microstructures. Three ways to obtain
these properties are the use of ﬁnely distributed nanoparticles (based on precipitate strengthening),
increase both the strength and ductility of the steels by designing an ultraﬁnely ferritic lamellae by the
cold-rolling process and by altering the morphology, content and distribution, as well as concentration
of the retained carbon in the austenite.
Grain size reﬁnement in steels (Figure 7) holds a great deal of promise since it provides improved
strength as well as toughness. Currently, ferrite grain reﬁnement is achieved by a combination
of controlled rolling and accelerated cooling. It has been found that this process can achieve
a reﬁnement of about 50% in steel plates of simple compositions. In the plate rolling process of
a plain carbon-manganese (C-Mn) steel, grain size can be reﬁned from 10 μm up to 5 μm when the
plate is controlled rolled and accelerated cooled. This reﬁnement in grain size increases the yield
strength of the steel by about 80 MPa according to the well-known Hall–Petch relationship [60,61].

Figure 7. Schematic diagram of grain size reﬁnement in steels.

A further ﬁvefold reduction in grain size to about 1 μm is expected to increase the yield strength
by another 260 MPa. Another ﬁvefold decrease in grain size to submicron ranges would raise the
strength by a further 586 MPa to levels >1000 MPa.
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In view of the enormous advantages that are to be gained by the reﬁnement of the grain size for
simple steel compositions, researchers are active all over the world trying to produce ultraﬁne-grain
ferritic steels. In Figure 8, a thermomechanical process is depicted with different strain levels and
different cooling rates. It shows that deformation in the biphasic zone and air cooling produces
a higher grain size in comparison with that the process with deformation above the Ar3 transformation
temperature and fast cooling.

Figure 8. Grain size reﬁnement as a function of rolling temperature and cooling rate. (a) Initial austenite
grain size, (b) Austenite grain after rough rolling in recrystallization zone, (b ) air cooled, (c) Deformed
austenite grain just above Tr , (c ) air cooled, (c”) water cooled, (d) Austenite grain after ﬁnal rolling in
non-recrystallization zone, (d ) water cooled.

Presented below is a brief review of the current status of knowledge of this research ﬁeld and the
developments that have taken place in recent years regarding attempts to produce ultraﬁne grained
ferritic steel. The following mechanisms have been proposed for obtaining ferrite grains as ﬁne as
1–2 μm. These mechanisms are intended to operate during the thermomechanical processing of plain
carbon steels and low carbon microalloyed steels.
Austenite is dynamically recrystallized, and the majority of deformation is obtained just above
the austenite to ferrite transformation (Ar3 ) temperature. This leads to the formation of ferrite grains
that are 1–2 μm in size.
High-strain-rate deformation is carried out just below the γ → α transformation temperature.
Due to the heat generated as a result of the high-strain-rate deformation, the ferrite transforms to
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austenite for a while before transforming back to ferrite. This process, when carried out in a cyclic
manner, leads to the formation of very ﬁne ferrite grains.
The severe straining of ferrite is used to initiate dynamic recovery. However, this approach cannot
lead to ultraﬁne grain sizes, but ferrite grain sizes of ~3 μm can be achieved. This occurs because
further grain reﬁnement in ferrite is very difﬁcult due to the low strain-hardening exponent and the
higher stacking fault energy of ferrite.
The deformation of coarse-grained austenite beyond a critical strain leads to the intragranular
nucleation of ferrite inside the austenite grains, leading to considerable reﬁnement of the ferrite grains.
This mechanism is believed to operate while producing a layer of ultraﬁne ferrite at the surface of
a thin strip. This reﬁnement procedure requires austenitization at high temperatures to produce coarse
austenite grains. The strip is then cooled to very near the Ar3 temperature of the steel and is rolled
at that temperature. An extremely high nucleation density of ferrite on the dislocation substructure
within the coarse austenite grains is obtained due to the intense localization of shear strain in the
layers close to the surface. This processing sequence results in a layer of ferrite approximately 1 μm in
diameter close to the surface, while the core of the strip transforms to a more normal microstructure of
coarser ferrite or bainite, depending on the cooling rate and composition of the steel.
The unique features of this method of production of ultraﬁne-grained steel is that it employs
characteristics that are not generally considered to be desirable in the conventional controlled rolling
of steel, namely, a large austenite grain size, supercooling of the austenite, and high friction at the
work-piece/roll interface.
Water quenching of the surface layer of the steel before the penultimate hot-rolling pass is another
way to transform the surface layer of a strip into very ﬁne ferrite grains. Heat from the core of the plate
raises the surface temperature, so that the ferrite recrystallizes during the ﬁnal pass, leading to a grain
size of about 2 μm. This mechanism of reﬁning the grain size at the surface is used when producing
HiArrest plates (Nippon Steel, Kawasaki, Japan), which possess superior crack-arresting properties.
An altogether different route of obtaining ultraﬁne grains is the cold rolling and warm annealing
of a martensitic structure. However, the limitation of this processing route is the achievement of the
martensitic structure in plain C-Mn steel, which limits the thickness of the sheet.
In recent studies, a 0.013% Nb, C-Mn steel was thermomechanically processed in an attempt to
obtain very ﬁne grains of ferrite. The resulting microstructure was characterized.
The effect of Nb content on the austenite microstructural evolution during hot deformation has
been studied in the past [62], having two different percentages of Nb (0.04 and 0.11%); it is observed
that this difference does not affect the grain size; however, their mechanical properties are greatly
affected. A difference in the cooling temperature leads to a large difference in the obtained mechanical
strength. They observed that, for the alloy with low Nb content at 700 ◦ C, the lowest strength values
were obtained, while at a temperature of 600 ◦ C they observed an increase of 90 MPa in the YS and
ﬁnally for a temperature of 500 ◦ C the YS decreased 20 MPa. For the alloy with high Nb content,
the tendency was similar, although the increase in strength was greater, raising 140 MPa as the
temperature descended from 700 to 600 ◦ C. This corroborates the great impact that the microalloying
elements provide for improving the strength of HSLA steels.
Due to the needs of the industry to manufacture stronger and thinner steels, a new technology
called ultra-fast cooling (UFC) has been developed in the last few years to obtain steels with better
mechanical properties. In 2004, CRM Group implemented a UFC technology to improve control and
efﬁciency in the manufacturing of high strength steels [63]. By increasing the cooling rate, they were
able to produce cheaper high strength steels (up to 850 MPa); this was done with cooling rates of around
300 ◦ C/s. Likewise, Mohapatra et al. [64], applied UFC technology to a hot stationary AISI-304 steel
plat by using air atomized spray at different air and water ﬂow rates. They observed that the water ﬂow
rate or spray impingement density are found to be an important parameter during high temperature
air atomized spray cooling. Other authors [65] have focused their research to ﬁnd an analytical method,
in function of the droplet diameter from a fundamental heat transfer perspective based on the premise
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that a spray can be considered as a multi-droplet array of liquid at low spray ﬂux density, for a spray
evaporative cooling as an alternative to conventional laminar jet impingement cooling.
Techniques such as physical simulation have been broadly employed to optimize parameters such
as casting, reheating, rolling, and accelerated cooling conditions. Physical simulation has proven to be
a powerful tool in the design and manufacture of new linepipe steels by reducing production costs
and improving performance [66].
4. Development of Steels throughout History
Through history, great developments have been made concerning the manufacture processes of
microalloyed steels, which have brought great beneﬁts to the development of society, owing to their
high strength provided by the alloying elements in their composition. Figures 9 and 10 show a brief
summary of the most relevant events spanning from the year 1865, with the ﬁrst patent of a steel alloy
with Chromium (Cr), through the formation of the group for the exchange of information called steel
treaters club, which later became the American Society for Metals (ASM), until the decade of the 1970s.

Figure 9. Brief history from 1889 to 1918.

Research in the ﬁeld of microalloyed steels has increased over the decades, focusing on improving
their strength and environmental resistance by precipitates and microstructure controlling. Table 6
presents an analysis of some relevant topics reported in the reviewed literature, ranging from the
decade of the 1940s to the present, making a strong emphasis on the development of microalloying
elements, control of microstructure, thermal and thermomechanical treatments, as well as the inﬂuence
they have on steel properties.
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Figure 10. Brief history from 1920 to the 1970s.

Figure 11 shows the development of HSLA steels from 1940 to 2000, the data of which were
published and included in the proceedings of international conferences [67–71].

Figure 11. Development of the HSLA steels from 1940 to 2000 published in the proceedings of
international conferences [67–71].
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Table 6. Relevant topics reported in literature from the 1940s to the present [1–167].
Decade

Relevant Topics

1940s

Patent No. 2,264,355, “Steel” by F.M. Becket and F. Russell.

1950s

Deformation and ageing of mild steel.
Cleavage strength.
Metallurgy of Microalloyed steel.
Columbium(Nb)-treated steels.
Effect of small Nb additions to steels.

1960s

Small Nb addition to C-Mg steels.
Dislocations and plastic ﬂow.
Effects of controlled rolling.
Strong Tough Structural Steel.

1970s

Theory of hydrogen embrittlement.
New model for hydrogen embrittlement.
Assessment of precipitation kinetics.
Stages of the controlled-rolling.
Control of inclusions.
Controlling inclusions by injecting Ca.
Materials for hydrogen pipelines.
Analysis of hydrogen trapping.

1980s

Recrystallization of austenite during hot deformation.
Hydrogen degradation.
Effect of accelerated cooling.
Niobium carbonitride precipitation.
Environmentally assisted cracking.

1990s

Speciﬁcations requirements for modern linepipe.
Strain induced precipitation of Nb in austenite.
Hydrogen interactions with defect.
Nitrogen in steels.
TiN-MnS Addition for Improvement toughness.
Sulﬁde Stress Cracking.
Softening and ﬂow stress behavior.
Inﬂuence of titanium and carbon contents.
Titanium technology.

2000s

Effects of coiling temperature on microstructure.
Effects of sulﬁde-forming elements.
Effect of chromium on the microstructure.
Hydrogen induced blister cracking.
Effects of thermo-mechanical control process.
Inﬂuence of Ti on the hot ductility.
Trap-governed hydrogen diffusivity.
Comparison of acicular ferrite and ultraﬁne ferrite.
Inﬂuence of Mo content.
Ultra-Fast Cooling.
Role of Nb, B and Mo hardenability.
Ductile crack propagation in pipes.
Effect of bainite/martensite mixed microstructure.
Effect of tempering and carbide free bainite.
Microstructural evolution.
Inﬂuence of Mn content.
Steels processed through CSP thin-slab technology.
Effect of Mo on continuous cooling bainite transformation.
Correlation of microstructure and Charpy impact properties.
Dual phase versus TRIP strip steels.
The effect of niobium in Castrip® steel.
Spray evaporative cooling.
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Table 6. Cont.
Decade

2010s

Relevant Topics
Ti-alloyed high strength microalloyed steel.
Hot strip steels.
The ﬁrst direct observation of hydrogen trapping sites.
Evolution during thermomechanical processing.
Ultra-High Strength X120 pipeline steel.
Niobium high carbon applications.
Modern HSLA steels.
Ultra-low Carbon steels.
Ultra-Fast Cooling.
Mechanical anisotropy in steels.
Effect of dissolution and precipitation of Nb.
Inﬂuence of nanoparticle reinforcements.
Reversible hydrogen trapping.
Strengthening by multiply nanoscale microstructures.
Effects of TMCP schedule on precipitation.

5. Sulfur Content in Microalloyed Steels
Some applications of microalloyed steels, such as X-80 or ultra-high strength X-100/120, require
very high Charpy V-notch or DWTT (Drop Weight Tear Test) energies for ductile fracture control and
can only be achieved in clean low sulfur steels [72]. Currently, this technology has advanced enough to
obtain very low levels of sulfur (less than 10 ppm), allowing the industry to produce large quantities
of steel with high strength and excellent toughness.
Over the years, the sulfur content has been reduced in the alloys of microalloyed steels, which has
allowed for continuously improving the toughness of steels (Figure 12).

Figure 12. Effect of sulfur content on toughness of linepipe through the years.

Advances in desulfurization have been of great importance because they contribute to the control
of the microstructure. The control by sulﬁdes has been considered to improve the toughness of
microalloyed steels [73,74], microstructure of heat-affected zone of welded metals [75], silicon steel
sheets [76], etc.; this is mainly due to the fact that sulfur can retard the growth of the austenitic grain
since it is relatively stable between the precipitates at high temperatures of rolling, besides promoting
the formation of intergranular ferrite.
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Some researchers have continued to investigate the effects of sulfur content on microalloyed steels.
Tsunekage and Tsubakino [77] reported nine ferrite-pearlitic microalloyed steels, in which the sulfur
contents were varied from 0.001 to 0.176 mass %, compensating for the increase in the formation of
MnS inclusions with manganese in the amount equivalent to atomic % of S content. They determined
that the Charpy impact values in the longitudinal direction of the studied steel increased with the
addition of sulfur between 0.05–0.1 mass %; however, in the transverse direction, the Charpy impact
values were reduced with content of 0.1 mass % of sulfur. On the other hand, the Charpy impact values
in the transverse direction of the steel with 0.1 mass % sulfur content increased with the addition of Ca
or Mg without affecting the Charpy impact values in the longitudinal direction.
Tomita et al. [75] also performed studies on the inﬂuence of MnS precipitates coupled with
TiN precipitates on steel for offshore structures and thus clarify which are the main mechanisms
responsible for the improvement of the heat affected zone toughness. This study determined that
the heat affected zone contained intragranular ferrite formed by TiN-MgS and intergranular ferrite
inhibited by ultra-low niobium. These conditions reduced the size of the fracture facet of the heat
affected area and improved the steel toughness.
6. Mechanical Properties of Microalloyed Steels
The main purpose for designing microalloyed steels was to develop a good combination of
mechanical properties (high strength and good toughness) in the as rolled condition, which allows for
reducing the amount of required material, reduces the weight in speciﬁc applications, fabricates more
effective mechanical designs, and reduces costs. These types of steels can achieve the same strength as
cold worked C-steels and produce similar mechanical properties to quenched and tempered air cooled
hot worked steels.
In the 1960s, the publications of Hall [60], Petch [61] and Cottrell [78] provided the ﬁrst
real understanding of the variables that control the mechanical properties of crystalline materials.
The Hall–Petch equation allows for determining the yield strength as a function of the ferrite grain
size d:
σy = σ0 + k y d−1/2
where σ0 and ky are experimental constants. An example of the grain size effect on the strength of
a plain carbon steel and C-Mn-Nb steel is shown in Figure 13.

Figure 13. Experimental Hall–Petch relationship of grain size effect on strength of plain carbon and
microalloyed steels [79].

The austenite grain size is critical to obtain a speciﬁc ﬁnal microstructure, strength level and
toughness of microalloyed steels after being thermomechanically processed and controlled cooling.
The earlier microalloyed steels avoided transformations of acicular microstructures, in the years
1960–1980, microstructures of microalloyed steels were ferrite-pearlite principally, obtained after
hot rolling and air cooled [80]; this was triggered due to the low hardenability, reaching yield
strength up to 450 MPa, and the principal characteristic was higher C content and relatively high
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Mn levels [17]. The principal applications were for pipeline and automotive components, but the
constant requirements of high mechanical properties demanded a higher strength microstructure such
as non-polygonal ferrite, acicular ferrite, bainites and martensites achieved by higher hardenability
and high cooling rates, using water cooling as principal media. The common processes for improving
mechanical properties were interrupted accelerated cooling and interrupted direct quenching,
controlling the cooling rate independently of microstructural control and composition. With the
evolution of controlled rolling and high cooling rate, a low C steel containing 2 wt % of Mn could
reach 690 MPa without heat treatments [81].
The ﬁrst report on the use of microalloyed steels was a normalized API Grade X-52 vanadium
steel around 1952 and extended later to X-56 and X-60 API Grade [82].
In the last two decades, high strength steels thermomechanically processed and accelerated cooled
were developed with yield strengths in the range of 350–800 MPa and substituted the mild steels with
lower yield strength (150–200 MPa) [83] for their use in the transportation, construction and energy
industries. Figure 14 shows the evolution of the mechanical properties of pipeline steels.

Figure 14. Mechanical properties of pipeline steels [19].

In order to achieve higher mechanical properties, the transformation temperatures should be
lowered by addition of microalloying elements as well as fast cooling quenching to promote the
formation of martensite–bainite. The addition of V had a small effect on transformations temperature
due to the formation of nitrides in higher N content [84]. The evolution of common microstructures
used for pipeline steels and its processing is shown in Figure 15 as a function of API grade steels.
Controlled rolling processes have been developed and used in the manufacture of microalloyed
steels, with the basic objective of reﬁning and/or deforming the austenite grains during rolling to
obtain ﬁne grains of ferrite during cooling.
The mechanical properties, as well as the ﬁne-grained microstructure, can be modiﬁed by the
strict control of TMCP (heating temperatures, percentage of reduction, time between rolling passes,
start and end of rolling) and accelerated cooling (cooling start temperature, cooling rate, ﬁnal cooling
temperature) [85,86]. Depending on these conditions, different microstructural combinations can be
obtained [50,87].
In order to optimize the control of TMCP, a clear understanding of the behavior of austenite
recrystallization, precipitation kinetics of microalloying elements and the effect of cooling rate on the
ﬁnal microstructure of these steels is necessary [88]. Some studies have reported that deformation
in the non-recrystallization region may increase the number of dislocations and induce precipitation
during the rolling process [89–91]; this also increases the fraction of acicular ferrite volume after cooling.
Figure 16 shows a processing comparison of steels obtained via conventional rolling, controlled rolling
and controlled rolling-accelerated controlled cooling (CR-ACC). The main beneﬁts of the CR-ACC
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process come from the band deformation that occurs in the austenite deformed grain thats act as
a nucleus for ferrite grains during accelerated cooling and consequently facilitates the formation of
ﬁner ferrite grains.

Figure 15. API grade steel evolution as a function of microstructure and thermomechanical processing.

Figure 16. Thermomechanical controlled processing.
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In the same way, the total degree of deformation has a great inﬂuence on the strength and
toughness, Manuel Gomez et al. [92] studied the effect of hardening of the austenite in an API 5L-X80
microalloyed steel, during and at the end of the thermomechanical processing, as well as in the ﬁnal
microstructure after cooling. They observed that the ferrite grains are ﬁner and more equiaxed when
the austenite is severely deformed during the ﬁnal rolling (below Tnr); however, when the deformation
percent is lower, a large number of acicular structures are generated due to precipitation of (Ti, Nb)
(C, N) with particles sizes around 4–6 nm, improving the balance between the mechanical properties,
reaching yield strengths even up to 840 MPa. Many authors have observed that the high density of
dislocations in austenite displaces the transformation of the products of bainitic microstructures to
acicular ferrite [93,94], or even polygonal ferrite and pearlite [95].
Figure 17 illustrates an experimental TMCP for a high strength microalloyed steels. Figure 17
1 shows an austenitizing process at 1200 ◦ C for break down the dendritic microstructure obtained
,
2 represents a normalized treatment at 1200 ◦ C for 1 h
from melting slab and air cooled. Figure 17 
and rough rolling above the recrystallization temperature and ﬁnal rolling in the non-recrystallization
temperature and air cooled. After this process, a quenching treatment was carried out from 900 ◦ C
3
using as cooling media oil-water emulsion and water (Figure 17 ).
The microstructures obtained were
formed mainly by bainite–martensite and acicular ferrite reaching a UTS (Ultimate Tensile Strength)
around 1100 MPa.

ķ
ĸ
Ĺ
1 Schematic of steel processing, 
2 heat billing and air cooling, 
3 thermomechanical
Figure 17. 
processing and quenching processes.
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In the following pictures, micrographs obtained by different API grade steel with different
processing and cooling rates [96] of unpublished work are compared. Figure 18a shows an API X60
grade steel with a UTS around 425 MPa and a ferrite-pearlite microstructure; this steel was hot rolled
and cooled in air. The use of thermomechanical processing allowed for achieving higher API grade
steels; as it is shown in Figure 18b,c, those steels were thermomechanically controlled processed
and cooled in oil and in an emulsion of water-oil, reaching a strength around 600–700 MPa and
microstructures formed mainly by bainite–martensite. Figure 18d show the microstructure of API
X120 steels. It consists of a complex mixture of bainite–martensite and acicular ferrite, allowing it to
obtain a good combination of strength, ductility and toughness. This steel was thermomechanically
controlled processed and cooled in water, obtaining strength values over 1100 MPa and an absorbed
impact energy of 84 J.

Figure 18. A typical microstructure of API microalloyed steels as a function of thermomechanical
processing. (a) ferrite-perlite, (b) ferrite-bainite, (c) acicular ferrite-martensite, (d) acicular ferritebainite-martensite.

The addition of microalloying elements may intensify the effects generated by the TMCP due to the
displacement of the transformation temperatures (A1 –A3 ), and as a result the austenite transformation
to acicular ferrite occurs at lower temperatures during the cooling. This process can generate
a transformation of ﬁner ferrite grain. A lower transformation temperature induces the formation
of non-polygonal ferrite, acicular ferrite, bainite and martensite. However, to generate this type of
microstructure, high hardenability and high cooling rates are required [17].
In addition to the ferritic grain reﬁnement, the micro-alloying elements promote precipitation
hardening and solid solution strengthening [97]. This precipitation hardening effect can be increased
by the addition of Ti and Mo, due to the Nano-precipitation of (Ti, Mo) C according to Kim [89],
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which are thermally more stable compared to other types of carbonitrides, because they are more
homogeneous and thinner. However, increasing Ti, Mo and C content conveys a decrease of impact
toughness properties due to the improvement in strength of the steel.
It has been observed that the C content decreases toughness due to the high-volume fraction of
martensitic-austenitic microconstituents [98,99]. In order to compensate the decrease in toughness, it
is necessary to increase Ni and Cr content. Previous studies have shown that Cr promotes a higher
toughness and could increase the amount of acicular ferrite. On the other hand, the addition of Mn
and Ni can reduce the transition temperatures, therefore obtaining good toughness values at low
temperatures [100]. According to other studies [101,102], the energy absorbed in the impact tests is also
affected by the type, volume fraction, size and morphology of the individual phases that composed
the material. Kang et al. [103] observed that materials with ﬁner ferrite grain sizes provide greater
absorbed impact energy.
The addition of Nb and Mo is used to achieve a favorable combination of strength and
toughness. It is well known that Nb in microalloyed steels improves microstructure and precipitation
hardening as well as grain reﬁnement. Chen et al. [33] studied the effect of Nb on the formation of
ferrite-bainite in a low-C HSLA steel and concluded that Nb (C, N) precipitates retard the formation of
ferrite-bainite during accelerated cooling processes. Wang et al. [104] studied the inﬂuence of Nb on the
microstructure and mechanical properties of low-C steels with bainitic and air-cooled microstructure
and concluded that the amount of bainite is increased by the addition of Nb, and the agglomeration of
precipitates of Nb are ﬁner in this type of steel.
On the other hand, the addition of Mo reduces the initial temperature of bainitic
transformation [105]. The addition of Mo in steels can separate the bainitic transformation lines
and bainitic microstructures can be obtained over a wide range of cooling rates, and in combination
with Nb improve their hardenability [106,107].
Ti is an effective and economical microalloying element, due to the fact that it has a great inﬂuence
on the microstructural evolution during the manufacturing processes that change the ﬁnal mechanical
properties [103]. Ti as well as B is deliberately added to improve the hot ductility of microalloyed steels
and Nb usually is added to prevent cracking on the surface during continuous casting. It also usually
induces precipitation at high temperatures in austenite phase [108]. Along with the addition of Nb and
Mo, microalloyed steels could reach yield strengths above 700 MPa due to the coprecipitation of TiC.
The accelerated cooling modiﬁes the transformation microstructure [109,110], obtaining
microstructures of acicular ferrite and dual phase, with martensitic–bainitic microconstituents
dispersed in a polygonal ferrite matrix. Li [111] has studied the impact of TMCP on microalloyed steels,
and, with the addition of Nb and Ti, they obtained a wide range of mechanical properties through
microstructural changes, depending on the cooling rate. Compared to continuous cooling, interrupted
cooling was the most suitable for the generation of dual microstructures (polygonal ferrite-martensite)
because they are more susceptible to deformation hardening. The ferrite matrix contributes to good
ductility, while the second phase (bainite, martensite and retained austenite) provides the high strength
and high strain rate [111]. Other studies have focused on hardening mechanisms in Ti and low
C microalloyed steels, using a combination of TMCP and ultra-fast cooling (UFC, 65 ◦ C/s) [112].
This process improves the precipitation of carbides, nitrides with an average size smaller than 35 nm,
and promotes the formation of martensite–austenite morphologies with 400 nm thickness, with yield
strengths up to 650 MPa, and impact toughness of 93 J at −20 ◦ C.
7. Microalloyed Steels Welding
Throughout history, multiple techniques for joining metals have been developed, all of them with
different characteristics, advantages and defects. Among the most used today by the industrial sector
are oxy-acetylene welding, electric arc welding, TIG (Tungsten Inert Gas) welding, MIG (Metal Inert
Gas) welding, spot welding and the novel friction stir welding process (Figure 19), most of them used
in different types of welding, such as circumferential welding joint (Figure 20).
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Figure 19. Most used types of welding processes.

All welding techniques modify to a greater or lesser extent the microstructure of the steels.
The welding can be divided into zones: base metal (BM), heat affected zone (HAZ), partially melted
region, interface, and weld metal (WM). In Figure 21, these zones are represented schematically.
Figure 22 shows micrographs in optical microscope (Figure 22a) and scanning electron microscope
(SEM) in the areas WM (Figure 22a,b), MB (Figure 22c) and HAZ (Figure 22d).

Figure 20. Circumferential welding joint.

Figure 21. Schematic of welding regions.
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Figure 22. Optical (a) and SEM images of the WM (a,b), BM (c) and HAZ (d).

HSLA steels have been widely used for their excellent properties obtained through their
microstructure, which is strongly altered by the selection of alloying elements and thermomechanical
processes. [113]. In the year 2007, Bose-Filho et al. studied the effect of Ti, Ni, Mo and Cr on the
microstructural development in the welding of an HSLA steel and reported that increasing the Ti
content from 50 to 400 ppm does not contribute considerably to microstructural development; however,
by increasing the content of Ni, Mo and Cr to increase the hardenability, they observed a change
in the microstructural morphology from a mixture of allotriomorphic ferrite, Widmanstätten ferrite,
acicular ferrite and microphases to a mixture of acicular ferrite, bainite, low carbon martensite and
microphases [114].
Currently, the industry requires steels with high strength and toughness, and one of the ways to
achieve this is through microalloy elements such as Ti. Studies have been carried out on steels with
different Ti contents, and it was found that, in the fusion zone, Ti forms nano-sized carbonitrides that
facilitate the formation of acicular ferrite due to a low energy interface of inclusion/matrix and the
depletion of C in austenite during nucleation. The main cause of martensite formation is due to local C
enrichment [115].
Bailey and Jones conducted a systematic study on the compositional variables on solidiﬁcation
cracking for submerged electric arc welding [116]. They incorporated a formula for obtaining crack
susceptibility in terms of units of crack susceptibility (UCS), in function of the composition of the
welded metal:
UCS = 230 C + 190 S + 75 P + 45 Nb − 12.3 Si − 5.4 Mn − 1
This formula is valid in the following composition ranges:
0.08–0.23% C

0.010–0.050% S

0.010–0.045% P

101

0.15–0.65% Si

0.45–1.6 Mn

0–0.07% Nb
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They concluded that there is no risk of cracking in compositions above the following compositions:
1% Ni

0.5% Cr

0.4% Mo

0.07% V

0.3% Cu

0.02% Ti

0.03% Al

0.002% B

In another study, it is indicated that adding V in pipes welded by submerged arc with 0.16% C
and 1.4% Mn reduces the risk of solidiﬁcation cracking [117].
The microstructure developed during the solidiﬁcation of the welding pool highly relates to
the obtained mechanical properties of the metals that have been fused using the welding technique.
The union of HSLA steels tends to occur due to fracture toughness defects associated with the HAZ,
and some of the problems in the HAZ have been reported, such as grain growth, formation of fragile
phases close to the melting line, non-metallic inclusions and excessive softening [118,119]. Many studies
have been carried out in order to minimize these defects. One of the techniques that has been studied
is the application of an electromagnetic ﬁeld (electromagnetic stirring), which prevents the deﬂection
of the electrode and the electric arc during the welding process. By means of electromagnetic agitation,
the formation of acicular ferrite during solidiﬁcation is propitiated, which reduces epitaxial and
columnar growth [120].
The grain growth in the HAZ is highly dependent on the stability of the nitrides during the
thermal cycles of the weld. Loberg et al. have found that only TiN remains stable during the high
temperatures present in the welding process. The best characteristics of fracture toughness and grain
growth were obtained for optimal ratios of Ti/V/N with low Al levels [121].
For the determination of the kinetic parameters in the welding area, techniques such as
synchrotron-based spatially resolved X-ray diffraction (SRXRD) can be used. Zhang, Elmer and
DebRoy studied the welding of AISI 1005 steel during gas tungsten arc (GTA) welding using the
SRXRD technique and found that over time there was a decrease in nucleation rate of austenite from
a ferrite matrix [122].
Many studies have been carried out to determine the characteristics and formation conditions
of acicular ferrite in welded steel, and some of the techniques used have been the computer-aided
three-dimensional reconstruction technique and electron backscattered diffraction analysis. It has
been observed that the acicular ferrite laths are formed by multiple nucleations in inclusions mainly
formed by Ti, Al, Si, Mn and O and by sympathetic nucleation. The elongation of acicular ferrite takes
place mainly in the early stages of grain formation, while the extensive hard impingement and mutual
intersection are presented in the last stages of formation [123].
Recently, the techniques to improve fracture toughness in the HAZ have been studied
extensively. The proposed methods usually focus on reducing the C content to avoid the formation of
martensite–austenite in the HAZ and to add elements such as Ti, Zr and Ca to the alloy, in order to form
ﬁne oxide inclusions with high melting points that inhibit the thickening of austenitic grain [124–128].
The change in the microstructure in the HAZ due to thermal cycles derived from the welding process
are the cause of a decrease in fracture toughness in localized areas, known as local brittle zones,
coarse grained heat affected zone (CGHAZ) and intercritically reheated CGHAZ (ICCGHAZ) [129,130].
Lan et al. investigated the relationship between the fracture toughness and the microstructure of
CGHAZ in low carbon bainitic steel. They reported a change from lath martensite to coarse bainite
with the increase in welding cooling time, decrease in fracture toughness in cooling ranges between 10
and 50 s and an even a greater decrease when cooling times of 90 s or greater were used [131].
Another way of controlling the microstructure in the HAZ is through the selection of welding
parameters such as current. It has been shown that, by changing the current intensity during welding,
the hardness and tensile strength are changed [132]. The increase in current intensity causes an
increase in the welding temperature, which increases the area of the HAZ, in addition to a change
in the microstructure. In general, it is possible that, by increasing the current intensity, an increase
of widmanstatten ferrite or martensite structures take place in the center of the weld due to higher
cooling rates [133].
One of the methods that has been studied for the determination of the rate of transformation of
phases on microalloyed steels has been the quantitative determination of the kinetics of the phase
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transformation during welding by combination of mapping using X-ray diffraction and numerical
modeling of the transport phenomenon [134].
In addition to the control of the microstructure through the selection of welding parameters,
mechanical properties can also be controlled by another important parameter, such as protective
gas. The variation of the protective gas composition can improve or decrease the ﬁnal mechanical
properties of the weld. Ekici et al. studied the mechanical properties in the welding of microalloyed
steel, where they modify the composition of the protective gas. They used three compositions: 100%
argon, a mixture of 15% CO2 and 85% argon, and a mixture of 25% CO2 and 75% argon. The welding
was carried out using two techniques: gas metal arc welding (GMAW) and electric arc welding.
They used two types of ﬁller cables: coded as ER 100 SG and SG3 (G4Si1). They concluded in their
article that the highest values of strength, hardness and ductility were obtained with the combination
of 15% of CO2 and 85% of argon using the ﬁlling cable ER 100 SG by means of the GMAW welding
technique. They determined that electric arc welding can cause faults such as gas hole and slag
formation. In addition, the mechanical properties obtained by this welding technique are lower [135].
By controlling the cooling time, the mechanical properties can be controlled. Dunder et al. determined
that, for weld cooling times of 800–500 ◦ C for 8–10 s in a microalloyed steel with increased resistance
TStE 420, a decrease in the hardness of the HAZ is observed. In addition, the reduction of the risk of
cold cracks and the values of impact toughness are increased [136].
The selection of the ﬁlling material also plays a very important role, since different compositions
will generate different properties. Sharma and Shahi conducted a study on quenched and tempered low
alloy abrasion resistant steels, which were welded using two types of austenitic stainless steel ﬁllers.
They found that by using ﬁllers containing Cr and Mo with Nb, Ti, Al, V, Cu and N as microalloying
additions, it resulted in martensitic reﬁnement in the weld metal, which showed a microhardness
of more than 400 HV as well as the percentage of elongation being reduced and its UTS increased
displaying the highest joint efﬁciency [137].
One of the most recent techniques of welding is friction stir welding (FSW), which has great
relevance in the industry because it has the potential ability to join dissimilar materials. Recent studies
have focused on improving the properties of this technique, seeking a better appearance and defect-free
joints [138]. The appearance of the weld and the reduction of the defects can be controlled by the tool
rotation rate. Liu et al. studied the parameters involved to improve the welding of aluminum alloy
with copper and determined that the best appearance was obtained under the condition of tool rotation
rate of 600 or 1000 rev min−1 , welding speed of 100 mm min−1 , tool offset of zero and Cu sheet on
the AS [138]. In Figure 23, an example of a weld with defects and poor appearance (Figure 23a) and
a defectless weld with good appearance can be seen (Figure 23b).

Figure 23. Comparison between a weld with defects (a) and one without defects (b).

Among the problems associated with welding is HAZ hydrogen cracking, which is highly relevant
in oil-gas pipelines failures. One of the factors that has been found to have some adverse inﬂuence on
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the HAZ hydrogen cracking is the presence of V in the alloy, although, on the other hand, a more recent
study in steel with 0.18% V showed that it is not necessary to include this element in the alloy [139].
Possible trapping sites in the weld metal are shown in Figure 24. The coexistence of the retained
martensite and the carbides causes sites of hydrogen entrapment in the spaces between the acicular
ferrites, since they have retained austenite and many interfaces causing the phenomenon of HAZ
hydrogen cracking [140].

Figure 24. Schematic diagram of the hydrogen trapping sites in the weld metal [140].

In a study carried out by Hart and Harrison to determine the critical cooling times to avoid HAZ
cracking, it was determined that these are related to the composition of the steel by the expression [139]:


Mn V Ni Mo
log Δt 800 − 500 ◦ C (crit) = 3.7 C +
+ +
+
− 0.31
13
6
40
10
Mechanical properties obtained in different welding zones are a function of microstructure.
One of the most used techniques to know the mechanical properties in the welding zone is the
determination of the microhardness by microindentation, which is under the “Standard Test Method
for Microindentation Hardness of Materials” ASTM E384. Figure 25a shows the micrograph of
a welded sample in which the microindentation was made. In Figure 25b the weld pool area is
seen, in Figure 25c,d, the transition zones 1 and 2 are appreciated, and Figure 25e shows the heat
affected zone.
Figure 26 shows the microhardness distribution as a function of distance from the welding center
line. The tests were carried out at 2 mm distance from the top surface of the weld joints. The average
microhardness of FZ (fusion zone), HAZ and BM was 356 HV, 325 HV and 298 HV, respectively
(Table 7). These values correspond to the microhardness obtained in bainite and acicular ferrite
morphology. FZ presented a higher microhardness due to its microstructure that consists of lath
martensite. Wang et al [141] concluded that microalloying elements such as Cu, Ni and Cr could be
dissolved in martensite causing an increment in microhardness [142]. The microstructure in HAZ zone
consists of ferrite and martensitic microconstituents, and the content of lath martensite was decreased
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but granular bainite increased gradually causing a reduction in microhardness. The microstructure and
grain size are the most signiﬁcant parameters that affect microhardness. Generally, the microhardness
follows the relationship: martensite > bainite > perlite > ferrite [143]. The microhardness of the
lath martensite and granular bainite was more than that of the ferrite, which resulted in a higher
microhardness value in HAZ than in the BM.

Figure 25. (a) Micrograph of a welded zone, (b) weld pool area, (c) and (d) transition zones 1 and 2,
and (e) heat affected zone.

YS and UTS tend to decrease across the weld metal to the base metal, due to the variation in
volume fraction of different ferritic morphologies and grain size. The temperature increment during
welding, increases the diffusion rate causing that ferrite nucleates at austenite grain boundaries. As the
temperature decreases in the weld pool, a ferrite transformation occurs and the grain boundary
ferrite growth is suppressed; meanwhile, the acicular ferrite is produced in the austenite-acicular
ferrite interface [144]; this causes acicular ferrite ﬁne grains that reduce the strength and increase the
toughness by inhibiting the interlocking mechanisms.
Bainite microstructure presents higher strength and lower ductility due to the high-density
dislocations formed by accelerated cooling rate in weld metals that can produce acicular ferrite
microphases [145]. The ﬁne austenite grain size in HAZ contributes to the nucleation of bainite in
the form of sheaves of small platelets [146]. The transformation of HAZ depends principally on two
factors: a low transformation austenite-ferrite temperature during reheating that causes a complete
austenite transformation, and high hardenability that allows a complete transformation into a mixture
of acicular ferrite and bainite that have a good combination of mechanical properties [146].
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Table 7. Average microhardness for different welding zones.
Welding Zone

Microhardness (HV)

Fusion zone
Heat affected zone
Base metal

356
325
298

Figure 26. Microhardness proﬁle as a function of distance from welding center line.

8. Hydrogen Embrittlement
Microalloy steels have been widely used in the hydrocarbon delivery industry, through the use of
long-distance pipelines since their implementation in 1959 [147], due to their chemical composition
and microstructures generated during their processing. These steels provide a good combination
of mechanical properties such as high strength, toughness and good weldability, being some of the
most economical options for the transport of natural gas. In the last two decades, microalloyed steels
standardized by the American Petroleum Institute (API) have been used, the most common being
the API 5L X-70, X-80 steels and recently the X-100 and X-120 steels [148]. With the growth of the
petroleum industry, the oil-gas pipelines have been rapidly improved in terms of safety, economy
and efﬁciency. With the increase of gas pressure, high strength pipeline steels are being widely used
in various projects [80]. There are many applications in which the yielding stress of a material is
a limiting factor in the design. If the strength of the material is increased, this would allow a structure
to be lighter. Thus, the materials would offer a high resistance-weight ratio [87] and the pipeline
wall thicknesses can be reduced, thus decreasing the production costs. Steels can be produced with
yield stresses of up to 2000 MPa, but unfortunately as the yield stress is increased, other mechanical
properties tend to decrease [149]. In general, materials become more susceptible to brittle fracture,
especially when they are affected by ambient phenomena such as: hydrogen embrittlement, stress
corrosion cracking (SCC), or corrosion-fatigue.
Hydrogen is a common element in the oil industry that can be generated as a corrosion by-product
or by the application of welding with coated electrodes in the ﬁtting of pipelines or valves. Variables
such as: microstructure, strength, dislocation-recovery and carbide nano-coprecipitation can be very
important for the hydrogen effects over the steel mechanical properties. These phenomena are
associated with the amount of hydrogen absorbed by the steel, and its accumulation in the lattice and
other defects; it enhances cracking, blistering and further failure.
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The hydrogen embrittlement effects are characterized by a slight descent in the ductility up
to a brittle fracture with a relatively low applied stress, (<σy ) [150]. Even a few ppm of hydrogen
dissolved in the steel can bring about cracking and loss of ductility, particularly in high strength
steels. Few studies of the combined effects of microalloyed steels thermomechanically processed
and hydrogen embrittlement susceptibility modify the mechanical properties—accomplished due
to the hydrogen rate diffusion, trap site density and the exposed stress level in the presence of
hydrogen, giving rise to local concentration of segregated hydrogen in tri-axial strain ﬁelds or on
strain-induced defects.
Problems related to the formation of hydrogen-induced blisters tend to be more of a problem in
low-strength steels used for pipelines intended for the transport of crude oil.
It is now established that high strength steels are susceptible to embrittlement by hydrogen
dissolution and mainly to failure by SCC cracking attributed to hydrogen embrittlement [151].
There are two main classes of hydrogen effects:

•
•

Quasi-brittle fracture in high strength materials that can occur with relatively low concentrations
of hydrogen.
Internal cracking and surface blistering in low strength materials (mainly C steels) due to very high
internal hydrogen fugacity, allowing hydrogen pressure induced cracking, commonly referred to
as HIC.

X80 pipeline steel, as high strength pipeline steel, is becoming one of the most widely applied
pipe materials because of its high strength and toughness, which not only saves lots of steel, but also
has a better performance [92]. However, hydrogen induced cracking (HIC) has been acknowledged
as one of the predominant failures in pipeline steel in humid environments with H2 S and other sour
materials, which causes the heavy leakage of oil as well as serious economic losses and casualties [152].
Up to now, a lot of work has been done to investigate the properties of X80 pipeline steel.
Hardie et al. [153] compared the susceptibility to hydrogen embrittlement of three kinds of API
pipeline steels (X-60, X-80, and X-100 grades), showing that the increase of strength level tends
to decrease the resistance of steels to HIC. Shin et al. [154] studied the relationship between the
microstructure and Charpy impact properties of X-70 and X-80 pipeline steels. Shterenlikht et al. [155]
reported the capacity of the anti-ductile crack growth of X-80 pipeline steels. Kong et al. [105] reported
the effect of Mo on the microstructure and mechanical properties of X-80 pipeline steel. However,
the speciﬁcs for HIC of X-80 pipeline steel, and additionally the impact of inclusions on HIC and
the mechanical properties of the steel are still unknown. In view of this, it is extremely necessary to
work out the details of hydrogen-induced damage and how these failures deteriorate the properties
of X-80 pipeline. Hydrogen induced cracking in X-80 pipeline steel under various electrochemical
hydrogen-charging conditions as well as the inﬂuence of inclusions and microstructure on the origin
of HIC were investigated in this work.
Reversible hydrogen embrittlement can occur after small concentrations have been absorbed from
the environment. However, local concentrations of hydrogen may be larger than the average values
because the absorbed hydrogen diffuses between the grains or preferably at the grain boundaries.
The hydrogen embrittlement is affected by the rate of deformation, which suggests that diffusion
is time dependent as a control factor. On the other hand, embrittlement is more severe at room
temperature during sustained stress or in tests conducted at slow deformation rates. Another factor
such as elevated temperatures can cause hydrogen to diffuse in areas of concentration. The effect of
hydrogen is also strongly inﬂuenced by other variables, such as (Figure 27):

•
•
•
•
•

The level of stress (or hardness) of the alloy;
The microstructure;
The amount of stress applied;
The presence of localized tri-axial stress;
The previous amount of cold work;
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•

The degree of stress segregation of low melting point elements such as: P, S, N, Ti or Sb at the
grain boundaries.

Figure 27. Principal variables involved in the hydrogen embrittlement phenomenon [156].

8.1. Hydrogen Trapping
The hydrogen absorbed in the steel can exist in different forms, mainly monoatomic:

•
•
•

Interstitial hydrogen, dissolved in solid solution in the steel matrix.
Hydrogen associated with structural defects, such as dislocations or second phase particles.
Hydrogen accumulated in voids or blisters in gaseous form.

These different forms present different mobility and solubility in the crystalline structure of the
steel, which affects the mechanical properties to different degrees. Hydrogen atoms are strongly
attracted to defects in metals; these are referred to as hydrogen traps [157]. These traps include
vacancies, dislocations, grain boundaries, second-phase particles and non-metallic particles [152].
Hydrogen traps are commonly characterized as irreversible or reversible [158] and are related to
the number of hydrogen atoms that can be retained. The inﬂuence of each trapping site will depend
on its density and its activation energy. Irreversible traps are those sites with high activation energy,
and where the residence time of hydrogen is higher; hydrogen is usually regarded as non-diffusible.
On the other hand, hydrogen trapping sites with low activation energy are considered as reversible
traps, in which case the hydrogen will have higher diffusivity [159].
Trapping sites may be generated and/or modiﬁed during thermal and mechanical processes due to
the kinetics of second phase particle precipitation, inclusions distribution, dislocation density, grain size
change, dimple formation and microcracks [160,161]. According to Liu et al. [162], reversible traps may
have a greater inﬂuence on the diffusion of hydrogen and the susceptibility to embrittlement, since the
residence time of the hydrogen atoms is smaller, leading to high diffusivity. Hirth [163] suggested that
a material with ﬁnely distributed irreversible traps is less susceptible to hydrogen embrittlement.
The segregation of C, form and distribution of precipitates (Nb, V, Ti) (C, N), as well as other
nonmetallic impurities may increase hydrogen trapping. Some studies have concluded that carbide
interfaces and the presence of incoherent precipitates, present higher trapping energy compared to
grain boundaries and dislocations [164]. However, the latter play an important role in mechanisms
of hydrogen embrittlement [165]. Wei et al. [166] studied the inﬂuence of TiC precipitates coherence
and observed that coherent and semi-coherent precipitates of TiC showed a considerable difference
in their trapping energy (55.8 kJ/mol), as well as in the activation energy to release hydrogen
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(95 kJ/mol), concluding that the activation energy in this type of precipitate is smaller and therefore
behaves as reversible traps. Escobar et al. [167] observed a similar behavior, and the activation
energy of semiconducting TiC precipitates is lower than the incoherent particles. On the other
hand, Wallaert et al. [168] has reported that (Nb) (C, N) tend to form irreversible traps. However,
Takahashi et al. [169] reported that ﬁne coherent TiC particles smaller than 10 nm were the most
effective sites for entrapment and Valentini et al. [170] observed that Ti (C, N) precipitates less than
35 nm were the strongest irreversible traps in microalloyed steels.
This susceptibility to hydrogen embrittlement will depend on the entrapment and release kinetics
of hydrogen in the crystalline defects, directly inﬂuencing the rate of diffusion and the concentration of
hydrogen in the steel. McNabb–Foster models [171] have been developed to determine this behavior.
8.2. Hydrogen Embrittlement Mechanisms
Hydrogen embrittlement is a complex phenomenon manifested in various forms. This is caused by
the presence of small amounts of hydrogen, triggering catastrophic failure due to residual stresses or by
applying relatively small loads, causing degradation in ductility or toughness [172]. Many mechanisms
have been proposed; however, the following are considered the most common [165,173]:
(1)

(2)

(3)

Hydrogen enhanced decohesion (HEDE). This mechanism proposes that hydrogen causes
a reduction in the bond strength of metallic atoms, allowing weakness under tensile loads,
in addition to promoting a propagation of fragile cracks [174].
Hydrogen enhanced local plasticity (HELP). This mechanism proposes that the presence
of hydrogen increases the mobility of dislocations, causing a highly localized plastic
deformation [175]. Because this deformation is concentrated in a small volume, the macroscopic
ductility is low.
Absorption induced dislocation emission (AIDE). This mechanism is very similar to the HELP
mechanism because it also involves localized plasticity. However, the main difference is that the
AIDE mechanism proposes that localized plasticity occurs close to the surface in regions of stress
concentration, such as cracks [176]. The hydrogen causes the movement of dislocations towards
the crack tips, causing the growth of the same, as well as an intense deformation in the vicinity of
the crack.

Depending on the interaction of the hydrogen with the dislocations (during the deformation
processes), the movement of dislocations can be promoted, inducing a localized plasticity. In addition,
the dislocations are accumulated in microcracks, causing their subsequent propagation [177]. On the
other hand, during the plastic deformation processes, the movement of dislocations can cause trapped
hydrogen to diffuse to zones of higher stress intensity crack points, causing their recombination in
molecular hydrogen, causing blistering and increasing their local concentration [153]. This signiﬁcantly
affects the performance of the steels under mechanical load and the type of fracture prevalent
during failure.
8.3. Hydrogen Entry
Hydrogen can enter the metals in gaseous form or by an electrochemical reduction of the
hydrogen-containing species of aqueous phases. This process depends on many parameters and
is the ﬁrst step for the development of hydrogen embrittlement. For the ﬁrst case, these factors are
mainly environmental, such as applied pressure, gas purity and temperature; meanwhile, for the
second case, the predominant factors are the potential of the electrolyte-metal interface, the applied
current density, the electrolyte composition and the pH of the solution [178].
8.4. Hydrogen Gaseous Entry
Many models have been proposed for the hydrogen gaseous entry, and the details of this process
are still uncertain. In general terms, however, the reactions involved are adsorption of molecular
109

Metals 2018, 8, 351

hydrogen, dissociation of the hydrogen molecule and thus hydrogen atoms are adsorbed on the
surface, and the subsequent diffusion of atoms adsorbed on the surface within the crystal lattice of the
metal [179]:
H2 → 2Hads ,
Hads ↔ Hmetal
For most metals exposed to gaseous hydrogen atmosphere, the gas–solid interaction is deﬁned by
three steps: physisorption, chemisorption and absorption [180], these processes are depicted in the
Figure 28.

•

•

•

Physisorption: is the result of Van Der Waals forces between the metal surface and an adsorbent.
It is completely reversible, and usually occurs instantly (direct adsorption of the hydrogen
molecule on the surface).
Chemisorption: is a chemical reaction that occurs between an atom of the metal surface and the
adsorbent molecule. The chemical forces involved are short range and are limited to single layers.
Chemisorption is usually slow and may be slowly reversible or irreversible. This process may be
related to the formation of covalent bonds between an atom or adsorbent molecule and a surface
atom (direct dissociation to atomic hydrogen).
Absorption: it is a gas–solid interaction, which involves the incorporation of the products of the
chemisorption within the crystalline network of the steel and its subsequent diffusion. Depending on
the input mechanism, hydrogen absorption may be in atomic or ionic form (H+ ) [181].

Figure 28. Hydrogen gas entry mechanism in metals.

The hydrogen embrittlement effect is strongly affected by environmental factors such as hydrogen
gas pressure, hydrogen purity and temperature. The HE susceptibility at high pressure (70 MPa) is
inﬂuenced by hydrogen solubility (S) and diffusivity (D). The S are a function of hydrogen surface
concentration (C0 ) and hydrogen pressure (P) according to the Sievert’s law [182]:
C0 = SP1/2
Due to the direct relation between C0 and P applied, the increment of gas pressure is related to
high hydrogen embrittlement susceptibility [183]. That is, ductility tends to reduce proportionally to
the square root of hydrogen pressure [184].
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8.5. Entry of Hydrogen into Aqueous Phase
The mechanism of electrochemical production of hydrogen in steels in aqueous solution has
received much attention. It is accepted that the reaction occurs in several stages. The ﬁrst of these is an
initial charge transfer that produces adsorption of the atomic hydrogen. In acid solutions, this involves
the reduction of a hydrogen ion:
H3 O+ + e− → Hads + H2 O
In neutral and alkaline solutions, where the hydrogen concentration is very low, the reaction
changes for the reduction of the water molecules:
H2 O + e− → Hads + OH−
The second stage of the reaction to produce molecular hydrogen can occur through two
mechanisms. In the ﬁrst of these, known as chemical desorption, chemical recombination or Tafel
reaction, two adsorbed hydrogen atoms combine to produce molecular hydrogen:
Hads + Hads → H2
Alternatively, adsorbed hydrogen atoms may participate in a second electrochemical reaction,
known as electrochemical desorption, or Heyrovsky reaction [151]:
Hads + H3 O+ + e− → H2 + H2 O (acid)
Hads + H2 O + e− → H2 + OH− (neutral or alkaline)
A third reaction, which goes in parallel with the desorption reaction, is the entry of the atomic
hydrogen into the metal from a surface adsorption state:
Hads → Hmetal
In many circumstances, the kinetics of these reactions are controlled by the rate at which hydrogen
can diffuse into the metal.
If the adsorbed hydrogen is produced from a gas phase or an aqueous solution, it appears that
the presence of the hydrogen atoms distorts the crystal structure of the metal surface [185].
In Figure 29, it is shown a hydrogen charging cell using 0.5 M H2 SO4 + 0.2 gr of As2 O3 .

Figure 29. Hydrogen charging in a 0.5 M H2 SO4 + 0.2 gr As2 O3 .
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8.6. Hydrogen Embrittlement Effect over Mechanical Properties of Tempered Treated Microalloyed Steels
The HSLA steels are used for hydrogen storage and transportation, due to their high strength,
toughness and good weldability. Theses steels are subjected during its processing to thermomechanical
processing (TMCP), as well as heat treatment to adjust the ﬁnal mechanical properties [186,187].
The TMCP is an important aspect in the production of API grade steels, parameters such as reheated
temperature, rolling temperature and cooling rates play a signiﬁcant role in the obtainment of ﬁnal
microstructure and mechanical properties [188]. The Nb addition as a microalloying element tends to
reﬁne the austenite grain size [189], obtaining banded ferrite–perlite microstructures if fast cooling
after controlled rolling is not applied.
Zhou [190] studied the mechanical properties on microalloyed steels as a function of its obtained
microstructures through different thermo-mechanical processes that consisted of direct quenching
and a posterior tempering at 500 ◦ C for 1 h. They studied the mechanical properties of these steels
in relation to their microstructure, which was obtained by different thermo-mechanical processes
consisting of direct annealing and tempering at 500 ◦ C for 1 h after the process controlled rolling mill
(DQT); and direct annealing, annealing and subsequent quenching and tempering (RQT), obtaining
microstructures of deformed bands of retained austenite and martensite; in addition, by means of
a second thermo-mechanical treatment, a typical martensite microstructure is obtained in the form of
needles without deformed bands. When this microstructure is precipitated, the precipitated carbides
grow at the borders of the martensite needles; some of the precipitates have been identiﬁed as (Nb,
Ti) (C, N) by EDS (Energy Dispersive Spectrometry). These studies conclude that, as the tempering
temperature increases, the yield stress keeps ﬂuctuating slightly near 1033 MPa, but the tensile stress
decreases drastically, as well as an increase in the percentage of elongation of the material. The impact
tests carried out indicate that higher tenacity values are achieved at tempering temperatures ranging
from 500 to 650 ◦ C in both types of microstructures [190].
Zhong Ping [191] evaluated the effect of heat treatment of tempering on the microstructure and
mechanical properties of an ultra-high strength steel with a ﬁnal tensile stress of 2230 MPa that is
subjected to tempering thermal treatments during six hours in a temperature range of 100 ◦ C to 650 ◦ C.
The effect of secondary hardening on tempering heat treatments over a range of temperatures resulted
in a substantial change in mechanical properties particularly in impact toughness, fracture toughness,
as well as an increase in yield stress and tensile strength in ranges from 300 ◦ C to 480 ◦ C; on the
other hand, at 650 ◦ C, the strength decreased, as well as also exhibiting lower tenacity properties at
a range of 400–470 ◦ C; nonetheless, this increased considerably at 510 ◦ C. The optimum combination
between strength and toughness is achieved in a temperature range of 480–510 ◦ C. The results of the
studies by TEM indicate that, in the early stages of tempering, the precipitates could be in the form of
agglomerates; meanwhile, the increases of strength at 470 ◦ C may be the result of a microstructure
consisting of uniform dispersion, irregular shapes, coherent zones or carbides; however, at 510 ◦ C,
due to the loss of coherence in the precipitates, the strength decreased.
8.7. Hydrogen Embrittlement Effect over the Mechanical Properties
Microalloyed steels are intended to be used in the transportation of sour gas, since the extracted
gas contains dissolved hydrogen sulﬁde (H2 S), the corrosion process in the pipelines is aggravated.
Under these conditions, the cracking of these pipes is favored by the presence of atomic hydrogen
produced on the surface as a corrosion byproduct of the exposed steel [192].
Microalloyed steels may fail due to severe H2 S degradation, which is present in crude oil and
natural gas, so attention should be paid to the size, morphology and distribution of non-metallic
inclusions in microalloyed steels to avoid hydrogen induced cracking (HIC), as well as the type of
microstructure present in the steel and the strength level of the material.
The effect of material factors on the diffusivity of hydrogen depends on two main factors,
which are: the concentration of atomic hydrogen on the metal surface due to environmental factors such
as the pH of the solution and the partial pressure of hydrogen gas; the other factor is microstructural
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consisting of primary and secondary phases including nonmetallic inclusions and precipitates that can
affect the entrapment and diffusivity of the steel.
Some of the factors that can affect the mechanical properties of steels, and their effects are
described below:
Elastic constants. There is evidence of small changes in the elastic properties of steels as a result of
dissolved hydrogen. These changes are small and therefore impractical. This is perhaps from the point
of view of the low hydrogen solubility in the iron crystal lattice and the small effect on the metal–metal
bond strength [193].
Bonding effort. The effect on the yield stress of iron and steels is unpredictable. For pure iron,
polycrystalline or monocrystalline, the yield stress frequently shows a decrease due to the effect of
hydrogen but can be increased or maintained, depending on the dislocation structure, crystalline
orientation and iron purity [193]. In the next picture (Figure 30), the hydrogen embrittlement effect
on mechanical properties of API X-120 microalloyed steels are shown. Strength (Figure 30a,b) and
strain fracture tend to decrease as hydrogen charging time increases, and the stiffness increases as time
increases (Figure 30c). These results show the embrittlement effect of hydrogen and the detrimental
effect on mechanical properties.
Plastic behavior. The effect of hydrogen on the plastic behavior of iron and steel is very
complex, hydrogen can harden or soften the material, according to its structure and the slip mode.
Lunarska [193] concluded that hydrogen segregation around dislocations reduced its elastic range.
At room temperature (where the diffusion rate of hydrogen is sufﬁciently high that it can maintain
the movement of dislocations), this allows a softening of monocrystals when only a sliding system is
operative. Hydrogen can also suppress the slippage of screw dislocations, and this results in hardening
when multiple slip systems are activated [151].

Figure 30. Hydrogen embrittlement effect, (a) UTS and YS, (b) strain percent and (c) young modulus;
as a function of charging time.
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In 2006, Hardie [153] carried out comparative studies on three different grade API steels
of different resistance levels from the point of view of susceptibility to hydrogen embrittlement.
The microstructure of these steels consists of bands of pearlite distributed in a ferrite phase in an
elongated structure in the longitudinal direction to the rolling. The average grain sizes are 8, 4 and 2 μm,
with microhardness of 200, 224 and 252 HV (Vickers Hardness) respectively. Some of their results
show that there are different susceptibilities to the loss of ductility after a cathodic hydrogen charge
and this susceptibility tends to increase with the resistance level of the steel when a current density of
0.44 mA/mm2 is applied. Figure 31 shows the current density applied over area reduction in different
API grade steels. These presented a signiﬁcant loss of ductility when subjected to cathodic cracking,
and the degree of embrittlement increased with the increase in current density, attributable to a higher
uptake of hydrogen during this process.

Figure 31. Reduction area change in different API grade steels. (a) X-60, (b) X-80 and (c) X-100,
as a function of current density applied [153].

Other studies carried out by Gyu Tae Park [194] tried to evaluate the effect of the microstructure
on the susceptibility to hydrogen embrittlement and compare the entrapment efﬁciency of hydrogen
in microstructures consisting mainly of pearlite- ferrite, acicular ferrite, and ferrite-bainite; to evaluate
the entrapment of hydrogen they calculated the permeability (Jss L) and apparent diffusivity (Dapp ),
where the entrapment efﬁciency of hydrogen increases in the following order of microstructures:
perlite–ferrite, ferrite–bainite and acicular ferrite, the latter being the most susceptible to hydrogen
embrittlement, as well as certain cracking initiation sites that are caused by nonmetallic inclusions,
usually reported as crack initiation sites. As the microstructure changes from acicular to ferrite-bainite
ferrite, the susceptibility to embrittlement by hydrogen increases, this being explained by the high
tenacity of the acicular ferrite, preventing the propagation of cracks; low values of Jss L and Dapp ,
and high values of Capp exhibit higher entrapment of hydrogen in the steel.
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On the other hand, Liu et al. [195] evaluates the effect of microalloyed steel subjected to heat
treatments consisting of air cooling to obtain a microstructure of bainite–martensite, which shows
a superior combination of strength and toughness than when a martensitic microstructure is
obtained from a quench and then tempered at intermediate temperature. It is concluded that the
susceptibility to hydrogen embrittlement of steel with bainite–martensite microstructure decreased as
the tempering temperature increased from 280 ◦ C to 370 ◦ C. The results show that the susceptibility
to hydrogen embrittlement decreases as the tempering temperature increases, where, after 370 ◦ C,
the bainitic-martensitic microstructure is less susceptible to embrittlement. One reason is that area
reduction (%RA) has greater stability after tempering at this temperature; another reason is that the
internal stresses have been relieved.
Other studies indicate that the increase in the pre-charged time, the increase of the applied current
density or the decrease of pH in the test solution allows the increase in the content of hydrogen in an
API-X80 grade steel, and this promotes the reduction in the percentage of area reduction in stress tests
and consequently a higher index of embrittlement by hydrogen.
Dong [196] studied the relationship between the microstructure and the Charpy impact properties
in API grade X-70 and X-80 steels, using current densities of 20, 50 and 100 mA/cm2 and times
of 1, 3, 5 and 8 h exposure to an H2 SO4 medium, where the mechanical properties of these steels
are assessed by stress tests. It was found that there is a reduction in the strength of the material
as well as a considerable decrease in elongation and reduction of area after longer exposure times.
The fractographic study carried out showed a greater brittleness and cracking at the fracture surface
with a longer pre-loading time. The type of fracture present shows evidence of a type of brittle fracture
due to the presence of cleavage zones.
9. Future Trends
The growth of petroleum distribution systems has always been closely associated with the
development of microalloyed steel grades having high strength, toughness, and weldability. In many
ways, the research in microalloyed steel drew impetus from the huge demands of such steels from
the petroleum pipeline projects. The ﬁrst speciﬁcation for steel for pipelines introduced by the
American Petroleum Institute (API) in 1948 was X-42 with a yield strength of 42 ksi or 290 MPa.
The strength levels underwent large scale changes over the decades, and, at the present time, the X-80
is a commonplace alloy, while X-100 and X-120 are still in sight. High temperature processes (HTP)
are an important factor for consideration in pipelines development. The necessity of incorporating
facilities for producing high-strength pipeline steels in up-coming steel plants has been brieﬂy dealt
with. With increasing strength levels in pipeline steels and higher operating pressures coming into
vogue, pipeline steels emerge as a subject of fresh research, innovation, and area of specialization [197].
Today, heavy plates for longitudinally welded pipes in the X-80 strength grade are produced by
Mannesmannroöhren Mülheim (MRM) with the same reliability as lower grades [198].
The manufacturing of products with excellent quality is the ultimate goal of technological
development. To achieve this goal, the properties of manufactured products must be predicted,
and both the chemistry and the production process must be carefully designed. Recent advances in
physical metallurgy, rolling technology and computer control have made great contributions to the
ﬁeld of structure and property prediction and to the development of a control model that allows the
prediction of microstructural evolution and mechanical properties. It is expected that the maximum
beneﬁts from manufacturing control will be obtained by using predictions derived from metallurgical
models [197].
Resource conservation, energy reduction, yield improvement, recycling and reduction in the
weight of parts are becoming increasingly important. In the future, microstructure control will therefore
be expected to assist in the development of new processing technologies that offer improvements
in the above areas. One example of this is the manufacture of parts with high strength and good
machinability. This kind of new technology will be applied to many microalloyed steels. It will prove

115

Metals 2018, 8, 351

necessary to develop a precise system for the simulation of microstructural evolution during forming
in order to optimize process design for these types of functional parts.
The Latin American steel industry continues its effort to modernize its facilities, including in the
complicated context of the global situation generated by China’s overcapacity and the government’s
subsidies to steel exports. A part of the modernization effort is reﬂected in the construction of new
plants, which meets different needs.
A good part of these plants has been installed in the center and north of Mexico, primarily
focusing on the strong development of the automotive industry, and its consequent exports to the
USA. Another important part of the new plants corresponds to the states of Pará, Maranhão and Ceará,
in the north and northeast of Brazil, where local governments have offered very favorable conditions
for investments.
Innovative technologies are being introduced: the ﬁrst Jumbo Coking Reactor (JCR) plant in the
Americas; the world’s ﬁrst Quantum electric furnace; the ﬁrst continuous casting of Castrip straps
outside the USA and the ﬁrst ecological pickling plant in Latin America (TYASA). One of the plants
uses pig iron produced from biomass (Aço Verde Brasil).
The routes implemented range from electric steel mills that use scrap to integrated mills based on
blast furnaces and oxygen mills, also including routes used only in Latin America, such as integrated
blast furnace mills and charcoal mills in addition to plants included that are dedicated exclusively to
cold rolling or hot dip galvanizing. One particular feature is the installation of ﬂat-bed laminators
in a single box, for relatively small production compared to conventional laminators (Gerdau Ouro
Branco, AHMSA, TYASA) [199].
At the moment, analytical techniques have been used, such as:
High resolution synchrotron X-ray experiments that can be carried out to accurately measure the
NbC volume fraction and corresponding dissolved Nb in solution after reheating conditions, which is
otherwise difﬁcult to measure by electron microscopy or conventional X-ray diffraction because of
very low volume fraction (about 0.0001–0.0002) of niobium carbide precipitates in the investigated
alloys [200].
Hot compression experiments with variable strain and strain rates can be carried out to develop
equations for recrystallization kinetics of deformed austenite in the investigated Nb-microalloyed rail
steels. In addition, the effect of plane–strain compression and other complex deformation schedules
on the recrystallization kinetics can be studied [201].
A more in-depth study of non-propagating secondary cracks in various pearlitic and bainitic
microstructures would provide valuable insight and complement existing results [202].
The effect of Nb-microalloying on other important rail properties like rolling contact fatigue
performance, weldability, hydrogen embrittlement, etc. needs to be investigated.
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Abstract: Precipitation is one of the most important inﬂuences on microstructural evolution during
thermomechanical processing (TMCP) of micro-alloyed steels. Due to precipitation, pinning of prior
austenite grain (PAG) boundaries can occur. To understand the mechanisms in detail and in relation to
the thermomechanical treatment, a local characterization of the precipitation state depending on the
microstructure is essential. Commonly used methods for the characterization, such as transmission
electron microscopy (TEM) or matrix dissolution techniques, only have the advantage of local or
statistically secured characterization. By using scanning electron microscopy (SEM) and atomic force
microscopy (AFM) techniques, both advantages could be combined. In addition, in the present work
a correlation of the precipitation conditions with the prior austenite grain structure for different
austenitization states could be realized by Electron Backscatter Diffraction (EBSD) measurement and
reconstruction methods using the reconstruction software Merengue 2.
Keywords: micro-alloyed steels; precipitations; Zener pinning; atomic force microscopy (AFM);
precipitation-microstructure correlation; EBSD; reconstruction methods

1. Introduction
The microstructural evolution during thermomechanical processing (TMCP) is not only
determined by temperature and deformation, but also by the steel composition. If precipitation
and grain boundary pinning occurs during TMCP because of the addition of micro-alloying elements
such as titanium and niobium, the driving force for grain boundary motion is reduced by the Zener
pinning force [1–4]. Furthermore, during hot-deformation processing strain-induced precipitation can
also occur. This precipitation process results in a retardation of the recrystallization [5–7]. In addition
to the thermomechanical processing, precipitation formation can occur during welding processes in
the heat-affected zone. This leads to an improvement in the fracture toughness and precipitation
strengthening, but the precipitates can also act as cleavage initiators [8–11]. To describe all the
mechanisms due to precipitation, many investigations were made using different characterization
methods [3,7,12–16].
Sha et al. [3] used TEM to locally characterize larger precipitations in the range of 20–150 nm
in a coarse-grained austenitic microstructure in Nb-V-Ti microalloyed steel. A characterization of
strain-induced precipitations due to torsion tests was made for Nb-microalloyed steel by Badiola et al.
using TEM on carbon extraction replicas. They found Nb(C, N) precipitations less than 10 nm in size
and Ti-Nb-rich precipitations between 20 and 60 nm. The smaller ones were determined to be the
ones with the higher inﬂuence on the recrystallization behavior [12]. TEM methods were also used to
characterize strain-induced precipitation behavior in hot-deformed steel by many others [7,13].
Metals 2018, 8, 636; doi:10.3390/met8080636
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Using the matrix dissolution technique proposed by Lu et al. [14] and Hegetschweiler et al. [15]
provides the opportunity to analyze a large amount of particles, extracted from the steel matrix.
Lu et al. characterized more than 2000 precipitates by TEM measurements. Based on this technique,
there is the potential that extracted particles could not only be analyzed and characterized by TEM
measurements but also by colloidal methods like ﬁeld-ﬂow fractionation methods. This offers new
chances for a statistically satisfying analysis of the size distribution of a very high amount (>2000)
of precipitates.
Rentería-Borja et al. [16] developed a method for the quantiﬁcation of nanometer-sized precipitates
in microalloyed steels using the AFM and an etching with 0.5%-Nital for the selective preparation
of the particles. Precipitate size distribution was obtained for three different steels. By chemical
etching, the microstructure could also be etched selectively and therefore, the detection possibility of
precipitates by AFM measurements could be inﬂuenced.
As precipitates inﬂuence the recrystallization behavior and the grain growth, their local
distribution in the austenitic grain structure is important. Due to the low amount of residual elements
as sulfur or phosphorus in low-carbon steel grades, the reconstruction of the PAG structure by chemical
etching is not a reliable method [17]. Therefore, the correlation of the prior austenite grain structure
with the detected precipitations was made by reconstructing the PAG by EBSD and reconstruction
method using the software Merengue 2 [18].
2. Materials and Methods
The investigated steel grade is a low-carbon steel, containing a small amount of the micro-alloying
elements niobium (Nb) and titanium (Ti). The chemical composition is presented in Table 1.
During reheating of the samples (as-rolled condition), carbides, nitrides and carbo-nitrides will form
due to the micro-alloying contents and pre-existing precipitations will grow.
Table 1. Chemical composition of the low carbon steel (wt %).
C

Mn

Si

Nb

Ti

0.09

1.6

0.2

0.038

0.015

For the investigations, samples with a diameter of 8 mm and a height of 5 mm were used. The heat
treatment for the setup of two different prior austenite grain structures and corresponding precipitation
conditions consists of three main segments. First, the samples were heated to an austenitization
temperature Ta = 1000 ◦ C and then held for a speciﬁc time t a (min). After the holding time, the austenitic
samples were water-quenched to produce a fully martensitic microstructure with very thin laths.
This is important for the reconstruction of the PAGs out of orientation measurement data (EBSD)
because it results in more variants for the reconstruction and therefore increases the reliability of
the reconstruction process with Merengue 2. The different applied heat treatment parameters are
summarized in Table 2. The expected mean particle diameter from MatCalc 6.01 (MatCalc Engineering
GmbH, Vienna, Austria) simulations for both heat treatments is also listed in Table 2, where signiﬁcant
differences can be seen.
Table 2. Heat treatments of the sample fabrication.
Sample

Ta (◦ C)

t a (min)

Expected Mean Particle Diameter (MatCalc Simulations) (nm)

1
2

1000
1000

10
240

25
45.4

After the sample fabrication, the samples were cut in the middle, to avoid inﬂuences of
decarburization on the edge of the samples. Then the metallographic preparation was applied to the
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samples, as listed in Table 3. The last step of polishing with the Masterprep® Polishing Suspension
(Buehler, ITW Test & Measurement GmbH European Headquarters, Esslingen am Neckar, Germany) is
essential for the separation of the precipitations from the steel matrix by AFM analysis and the reduction
of remaining surface artifacts due to the previous preparation steps. Subsequently, an area of about
100 × 100 μm2 was marked on the sample surface using the micro-indentation method. This marking is
essential for the correlation of the AFM measurements with the reconstructed austenitic microstructure.
Table 3. Metallographic sample preparation.
Step

Characteristics

Time

Grinding
Polishing
Final Polishing

800, 1200, 2500
6, 3, 1, 0.25 μm
Masterprep® (Buehler), 0.05 μm

5 min
180 s

If the samples are prepared as described before, the precipitation detection with AFM is possible.
The AFM measurements were made using a Dimension Fast Scan AFM (Bruker Corporation, Billerica,
MA, USA) with Scan Asyst. One part of this work was to optimize the AFM detection parameters and
to ﬁnd the mode of operation which gives the best results. The parameters used are listed in Table 4.
Using the Bruker Peak-Force Tapping Mode with the Scan Asyst-Air Tip gave the best results.
Table 4. AFM detection parameters.
Parameter

Value

Scan Size
Scan Rate
Samples/Line
Peak Force Amplitude
Peak Force Frequency
Lift Height
Spring Constant

100 × 100 μm2
0.0494 Hz
10,240
150 nm
2 kH
47.9 nm
0.4 N/m

Before correlating the PAG structure with the precipitation state, it is necessary to be sure that
the detected particles really are precipitates and that there are no artifacts of the microstructure or
preparation method. Therefore, all the particles of an area of 50 × 25 μm2 detected by AFM were
chemically analyzed in a Zeiss Sigma SEM (Carl Zeiss Microscopy GmbH, Jena, Germany) using energy
dispersive X-ray spectroscopy (EDX, X-Max, Oxford Instruments, Witney, Oxon, UK) measurements.
Afterwards an area of 100 × 100 μm2 was investigated for both samples using the ﬁnal preparation
and AFM detection parameters. Then the sample was transferred to the SEM to perform the EBSD scan
using an Oxford EBSD system (Nord-Lys, Oxford Instruments, Witney, Oxon, UK) and the AZtecHKL
software (3.1 SP1, Oxford Instruments, Witney, Oxon, UK). The step size was adapted mainly to
the martensitic microstructure to a value of 0.075 μm but also to get a high resolution of the prior
austenitic grain boundaries after the reconstruction step. By using the CHANNEL5 data processing
software (5.12.61.0, Oxford Instruments, Witney, Oxon, UK), the EBSD maps were slightly smoothed
and zero-solutions were excluded.
In the following step, the austenite microstructures were reconstructed from the martensitic EBSD
measurements. The reconstruction of the parent austenite phase from martensitic EBSD orientation
maps is based on two assumptions. First, there must be an orientation relationship (OR) between
the parent and the daughter phase, which is strictly respected. In addition, the parents must have
a unique local crystallographic orientation. Different ORs between parent (face-centered cubic) and
daughter (body-centered cubic) phase were ﬁgured out depending on the investigated material and
its microstructural condition [19]. Besides the Kurdjumov-Sachs and Nishiyama-Wassermann ORs,
there is the OR of Greninger and Troiano (GT), which was applied in this work. The reconstruction
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method used in this work was also successfully applied in other works to investigate other mechanisms
such as grain growth behavior or recrystallization mechanisms in microalloyed steels [20–22].
As other studies have shown, using the Merengue 2 reconstruction software with assuming
the GT Orientation Relationship as the starting OR gives very good results for the used steel
grade [21]. The chosen OR was reﬁned during the reconstruction using local misorientations [23].
The reconstruction method with Merengue 2 is explained in detail in [18].
Basically, it involves two main steps:
1.
2.

Identiﬁcation of clusters of at least three neighboring domains related to a unique parent
orientation within a tolerance of 3◦ , called fragments.
All child domains were browsed recursively starting from a fragment within a tolerance of
3◦ , from neighbor to neighbor. If they share the parent orientation of the fragment, they were
assigned to the according parent.

Then the austenite grains could be detected in the CHANNEL5 data processing software by
deﬁning a misorientation angle for the separation of two grains. The detected grain boundaries were
segmented and aligned to a SE-image to correct the drift that may occur during the long duration
of the EBSD measurement. The overall reconstruction process is schematically shown in Figure 1.
Figure 1a,b show the unreconstructed and corresponding reconstructed EBSD map. Figure 1c only
contains the segmented grain boundaries that were ﬁnally aligned to the corresponding SE-image to
correct possible errors due to thermal drift.

(a)

(b)

(c)

Figure 1. Maps for the steps of the PAG (prior austenite grain) boundary segmentation: (a) EBSD
map of the martensitic microstructure; (b) reconstructed map of the prior austenitic grain structure;
(c) segmented PAG boundaries.

In addition to the segmentation of the grain boundaries, the precipitations have to be extracted
from the AFM measurements. This was made with the Axio Vision 4.8 analyzing software (Carl Zeiss
Microscopy GmbH, Jena, Germany) by a segmentation of the particles from the matrix. Figure 2
shows an original AFM image (a) and the corresponding image with the segmented particles in red
(b). For the segmentation of the particles a shading correction or a high-pass ﬁlter is applied to the
AFM images. In a second step the contrast, brightness and gamma values have to be optimized.
Then the segmentation takes places by deﬁning a threshold to the grayscale values that excludes the
background (matrix). All grayscale values that are higher than this threshold are deﬁned as particles
and statistically evaluated.
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(a)

(b)

Figure 2.
Maps of the two steps of the particle segmentation:
(b) segmented particles.

(a) original AFM map;

Now it was possible to correlate the grain boundaries and the particle distribution by adjusting
both resulting maps based on the micro-indents. After the alignment, a statistical evaluation was
carried out including the total number of precipitates, the number of precipitates on the grain boundary,
and the size distribution of the particles depending on the austenitization state.
3. Results
3.1. Precipitation Detection with AFM and Chemical Veriﬁcation by EDX
Figure 3a shows a typical result of the AFM measurements. Different particles in different size
ranges could be detected within the grains as well as on grain boundaries. The line proﬁle of the height
for three different particles exempliﬁes the difference between matrix and particles in height due to the
selective erosion by preparation (Figure 3b). This difference increases with the particle diameter, but is
also big enough to be used for smaller particles (~10 nm) as a good indicator for the differentiation
from the matrix.

(a)

(b)

Figure 3. AFM (atomic force microscopy) measurement of particles in a martensitic microstructure
with particles on grain boundaries and within the grains (a) and the corresponding line proﬁles of three
selected particles of different sizes (b).

The precipitates detected by AFM were veriﬁed by chemical analysis with EDX, as shown in
Figure 4. The comparison of one AFM and SE image is shown where the particles and matrix can
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be easily distinguished because of their differences in contrast and brightness. The EDX veriﬁcation
measurement is also displayed for one particle and one point in the steel matrix. The occurrence and
height of the titanium and niobium peaks in the EDX spectrum of the particle is the most obvious
difference compared to the spectrum of the matrix. This peak is the basis for the deﬁnition of the
measured particles as precipitates. Although a quantitative determination of the titanium or niobium
content of one particle is not possible, there are differences between titanium and titanium-free
precipitates. In total, this veriﬁcation was made for an area of 50 × 25 μm2 with at least 200 particles.
This veriﬁcation showed that 97.5% of all analyzed particles were precipitates containing titanium
and/or niobium. Hence, the chemical analysis of the precipitations conﬁrms the assumption that
all detected particles are indeed precipitations and there are no artifacts from the microstructure or
preparation method.

Figure 4. AFM map (a) and corresponding SE image (b); spectrum of the chemical analysis of the
matrix (c) and one precipitate, which is shown for all other measured particles.

Figure 5 shows the result of an AFM measurement at a very high resolution of 1280 lines per
μm. At this resolution, particles in the size range of around 10 nm in diameter could also be detected.
The diameter of the four biggest particles of this map was measured as 9.1 to 13.3 nm, but the
detection of even smaller particles should be possible by modifying the AFM parameters and the
preparation method.
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Figure 5. AFM map with very high resolution and four particles with their corresponding diameter.

3.2. Correlation of Precipitates with the PAG Structure and Comparison of Two Austenitization States
Figure 6 shows the correlation of the segmented PAG with the segmented precipitates for the
austenitization state of 10 min austenitization time at 1000 ◦ C austenitization temperature. The size
distribution of the mean particle diameter for both samples is compared in Figure 7. One aim of
the present study was to analyze differences between these two microstructures, depending on their
precipitation state. Table 5 summarizes the results of the statistical analysis for both samples.
For both samples, a comparable number of particles could be detected by AFM measurements.
Comparing the particle size distribution of both samples (Figure 7), the mean particle diameter of the
sample with 10-min austenitization time is lower than the particle diameter for long austenitization
times. This conﬁrms the presumption that the particle diameter will increase with a longer
austenitization time and also conﬁrms our expectations after the pre-simulations with MatCalc.
The simulations with MatCalc were only slightly optimized for the used steel grade and only
made for a simple pre-estimation of the particle diameters depending on different heat treatments.
The difference in the mean diameter in the experimental results is much smaller than in the simulations.
One reasonable explanation is that in the simulations only two particle classes of pure TiN and pure
NbC particles are assumed. In the real material complex particles, containing both Ti and Nb, may
also occur. The size range of the investigated and simulated mean particle sizes is comparable.
Comparing the number of particles on the PAG boundaries by the correlation of the microstructure
and the precipitation states shows that for Sample 1 the number of particles on the grain boundary
is higher than for Sample 2. In both cases, around 5% of all detected particles are lying on the PAG.
Differences arise when comparing the number of particles on the grain boundaries relative to the
whole grain boundary lengths, which could be measured after reconstruction. Therefore, the number
of particles on the PAG for Sample 1 is about 11 per 100 μm grain boundary length and for Sample
2 only ﬁve. Because of holding Sample 2 at high temperatures for a longer period of time, the total
number of precipitates is reduced. During holding the bigger particles grow whereas the smaller ones
will dissolve.
Table 5. Statistical evaluation and comparison of both austenitization states.
Sample

Mean Prior Austenite
Grain Size (μm)

# of Measured
Particles

Mean Particle
Diameter (nm)

# of Particles on
the PAG

1
2

30
32.6

2090
1670

50
65.3

111
79
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Figure 6. Correlation of precipitates and prior austenitic microstructure for Sample 1.

Figure 7. Precipitation size distribution compared for both austenitization states.

4. Discussion
With this preparation and characterization method, precipitates on the boundaries of different
shapes and sizes could have been detected. The size of precipitates that could be detected with this
method is 10 nm or even smaller.
The comparison of AFM and SE images and the chemical veriﬁcation by EDX measurements
ensures that nearly all particles detected by AFM are indeed precipitates containing niobium and/or
titanium. The advantage of the method developed in this work is the detection of a high number of
particles, comparable to other methods such as the matrix dissolution technique, with a comparatively
low effort of sample preparation and implementation.
By correlating the PAG structure with the measured precipitation state, not only statistical
assumptions related to the total number of particles could be made. This way to investigate the
precipitation state retains its local resolution and enables a clear statement about how many of the
detected particles are placed on the PAG boundaries and within the grains.
To avoid errors due to the PAG reconstruction, the quality of EBSD measurements was veriﬁed by
the MAD (mean angular deviation) value, which is the quality parameter of the Oxford EBSD system
and also the indexing rate of the EBSD depending on this MAD value (MAD > 1: no indexing, zero
solution). The maximum value of the MAD was 0.42 and the indexing rate 97.57% at the minimum.
In addition, small grains (below 3 pixels) were removed before reconstruction and single-pixel grains
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were removed prior to the reconstruction step. Because the reconstruction step is very sensitive to
the microstructure, very high cooling rates were realised by water quenching. This leads to a fully
martensitic microstructure with more variants available for the reconstruction step [24]. The best OR
was found by avoiding local minima, which is described in detail in [23]. The angular tolerance for the
reconstruction was set to 3◦ , which is smaller than other authors have reported [25].
However, due to possible errors in the EBSD and reconstruction step, the statistical evaluation
could be inﬂuenced. There can be particles that are lying on the PAG boundary but do not occur in
the corresponding statistical values due to possible reconstruction and correlation errors. Especially
for Sample 2, the reconstruction of the PAG structure from the orientation data was not reliable in
every part of the map. Therefore, a manual correction under consideration of the real microstructure
measured in AFM was made.
Possible errors because of the thermal drift of the samples in the AFM and SEM were corrected
by adjusting the different measurements on the micro-indents before the statistical evaluation of the
correlation was made. Even this method only delivers insights in two dimensions; the results are
statistically secured by investigating a minimal area of 100 × 100 μm2 with a relatively high number of
more than 1500 particles for each sample.
5. Conclusions
The presented AFM method in synergy with EBSD/SEM methods may be used to analyze
and understand the precipitation states in different microstructures depending on the processing
parameters. Moreover, a statistical evaluation of the mean particle size and the number of particles
on the grain boundaries is possible. By reﬁning the detection parameters and increasing resolution
of the AFM scan, particles smaller than 10 nm in diameter could also be detected, which also makes
it possible to characterize other precipitation states in future projects as strain induced precipitation.
By using EBSD and PAG reconstruction methods, recrystallized and unrecrystallized grains can be
distinguished and then correlated with very small, strain-induced precipitations detected by the AFM.
In future investigations, the three-dimensional precipitation state including the correlation with the
prior austenitic microstructure could also be investigated using tomographic methods.
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Abstract: A review of the technological integration of both the process and physical metallurgical
advancements of value-added niobium (Nb) microalloyed thermo-mechanical controlled process
(TMCP) steels have evolved into the development of higher quality steels for more demanding
end user requirements. The connection of process and physical metallurgy is evolving through the
integration of research that is aimed at improving product quality. However, often the connection of
the process metallurgical parameters is not reported, especially with industrial data. The importance
of this innovative metallurgical connection is validated by the market demand for reduced fuel
consumption, improved quality, and CO2 emissions in both the automotive and construction sectors.
This situation has further increased the demand for new higher quality Nb-bearing steel grades.
This integrative process/physical metallurgical (IP/PM) approach applies to both low and high
strength steel grades in numerous applications. Often, the transition from laboratory melted and
TMCP to the production scale is challenging. The methodology, process control, and key production
steps that are required during the melting, ladle metallurgy, continuous casting, thermal, and hot
rolling production conditions often vary signiﬁcantly from the laboratory conditions. Understanding
the reasons and corrective action for these variations is a critical product development success
factor. These process metallurgy parameters for the industrial melting, casting, reheating, and
hot rolling of Nb grades are connected and correlated to the resultant microstructures, physical
metallurgy, and mechanical properties. These advanced high strength steels are microalloyed with
Nb, V, Ti and/or other elements, which affect the austenite-ferrite transformation. Niobium enables
the achievement of substantial grain reﬁnement when the plate or sheet is rolled with the proper
reheat, hot reduction, and thermal schedule. A recently developed key metallurgical transition is in
progress applying this integrative approach with the use of MicroNiobium. A reduction of Mn and C
levels with the complementary reﬁnement of the microstructural grain size through MicroNiobium
additions improves the robustness of the steel to better accommodate some process metallurgy
variations. Applications are evolving in lower strength steels with Nb to achieve complementary
grain reﬁnement.
Keywords: continuous casting; energy absorption; mechanical metallurgy; niobium; reheat process;
thermo-mechanical controlled processing

1. Introduction
The process and physical metallurgy in conjunction with the materials science engineering
connection is vital in understanding and properly executing the successful transfer from the laboratory
to industrialization. The purpose of this paper, which is rarely presented, involves the introduction of
the connections between the process metallurgy of production with the resultant mechanical properties
and microstructure of the commercially produced bar, plate, or sheet.
Often natural procedural variations occur in the process metallurgical steps of melting, casting,
reheating, and rolling. Certainly, these process metallurgical aberrations and variations affect
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microstructure and steel quality, thereby creating an environment at time for unexpected mechanical
property results. For example, the inﬂuence reheat temperature, ﬁnishing temperature, laminar cooling
on the runout table, and coiling temperature directly affect the resultant microstructure in the hot rolled
steel. Practical experience has identiﬁed the deleterious mixed microstructures across a given product
width associated with improper thermal control [1]. For example, the inhomogeneity of overcooling
near the edges and 1/4-point across the width of the rolled steel can result in a martensitic microstructure.
Conversely, more homogeneous cooling near the center of the sheet results in a pearlitic/bainitic
microstructure. However, when the process metallurgy parameters, such as temperature, cooling
homogeneity, sheet ﬂatness, shape, and level runout table are in the proper range of the upper and
lower temperature control limits, there is a high probability that the mechanical property speciﬁcations
are met and/or exceeded for the customer. Therefore, less process control variability will better
correlate to the laboratory steel developmental results. Congruency of the industrial process increases
the probability of proper microstructures supporting the desired mechanical properties.
For example, within a continuous hot strip rolling operation, the industrial relevance of proper
coiling temperature is of paramount importance. Variations in the incoming temperature of the transfer
bar into the hot strip ﬁnishing mill can result in missed coiling temperatures, and hence, less than
desirable properties. The inﬂuence of coiling temperature on the microstructure and mechanical
properties, especially toughness, in a low carbon niobium microalloyed steel is discussed for a
Nb-Ti grade processed via the thin slab casting processing scheme. The effect of different coiling
temperature on the nature and distribution of microstructural constituents (including different phases,
precipitates, and dislocations) will contribute to variations in the strength-toughness relationship of
these steels. In this case, the microstructure primarily consisted of ﬁne lath-type bainite and polygonal
ferrite, and NbC, TiC, and (Nb, Ti)C precipitates of size 2 to 10 nm in the matrix and at dislocations.
However, the dominance of bainite and distribution of precipitates is a function of coiling temperature.
The lower coiling temperature provides superior strength-toughness combination and is attributed to
predominantly bainitic microstructure and uniform precipitation of NbC, TiC, and (Nb, Ti)C during
the coiling process, as consistent with continuous cooling transformation diagrams [2]. Lower coiling
temperature was favorable for the best strength toughness combination and is attributed to the uniform
distribution of NbC, TiC, and (Nb, Ti)C precipitates and predominantly bainitic structure. The bainite
microstructure with high density of dislocations increases strength and toughness. At the lower coiling
temperature of 579 ◦ C, no cracks were found in the bend test versus at 621 ◦ C cracks are evident [2].
The deﬁnition of the optimal coiling temperature now helps to better deﬁne in actual operations the
range of acceptable coiling temperatures through additional experiments in the laboratory. The upper
and lower control limits may be deﬁned through experiments connecting the variables that are affecting
heating and cooling in actual operations with the resultant microstructure, grain size, and mechanical
property performance. Note, in this example, should a temperature variation occur across the strip
width resulting in hot spots approaching 621 ◦ C, the microstructure is prone to cracking in the bend test.
The recent advances in microalloyed steel development positions the metallurgical community
to incorporate an increased focus on this process and physical metallurgy synergy. However, few
papers are published and more research and development in this body of knowledge is proposed
and endorsed with this paper. One of the most recent major developments is the global shift to
lower carbon and leaner alloy compositions to improve steel product robustness, low temperature
toughness, fatigue, and improved weldability. For example, one recent development involves the
application of niobium (MicroNiobium of 0.01–0.02%) even in lower strength, structural ﬂat and
long products allowing for Mn reductions of as high as 40% [3]. Certainly, in conventional higher
strength steel sheet and plate, Nb additions account for the recrystallization and very ﬁne grained
microstructure, thereby improving toughness, ductility, and increased yield strength. The TMCP
(Thermo-Mechanically Controlled Processing) process enables the required tensile properties with a
growing trend toward leaner chemical composition designs (less than 0.10% C) and excellent toughness
properties. The consequence of leaner chemical compositions, especially lower carbon content and

138

Metals 2018, 8, 671

lower carbon equivalent, enhances mechanical properties, fabrication, and weldability, as well as hot
rolling robustness.
2. Materials and Methods
For the early detection of the cause of quality anomalies and the expedition of manufacturing
process management, a quality and operation management system are critical for the proper evaluation
and analysis of quality problems [4]. A system has been further enhanced for microalloy steel
development encompassing all of the production steps with a strong focus upon Nb-containing
steel processability. The materials encompass numerous products within the automotive, energy and
structural segments. The basis for this multi-variant process control approach is necessary during
the root cause analysis of quality for melting, casting, and rolling. For example, at the Basic Oxygen
Furnace (BOF) or Electric Arc Furnace (EAF) or Ladle Metallurgy Furnace (LMF), process metallurgy
control issues affect oxygen, nitrogen, and hydrogen. Proper slag chemistries, tapping, and tundish
temperatures affect continuous casting quality, metal breakout control, and crack susceptibility. In the
hot rolling step, reheating performance and hot deformation schedules play a signiﬁcant role in the
generation of non-uniform grain size, poor surface quality, segregation, and overall excessive variations
in mechanical properties across the sheet width and/or through the plate or sheet thickness [5].
A series of steel production steps are schematically and sequentially illustrated in Figure 1 for
an integrated steel operation producing continuous cast slabs, which are then hot rolled into ﬁnished
coils for further processing.

Figure 1. Schematic of conventional slab to ﬁnish coil production process (reproduced from [4], with
permission from the authors, 2013).

In the BOF or EAF steelmaking process, the chemical composition of the material is adjusted,
and intermediate products, called slabs, are continuously cast for this production scheme example.
In the hot-rolling process, the slabs are heated to the speciﬁed temperature in the reheating process;
then, they are subjected to plastic deformation in the hot rolling process to obtain the speciﬁed
shape and dimensions. During the cooling process, the desired microstructure and mechanical
properties of the steel material are induced into the product by application of speciﬁc cooling rates
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and patterns to achieve the speciﬁed ﬁnishing and/or coiling temperature. In the cold-rolling process
and heat-treatment process, the microstructure and mechanical properties of the product are further
adjusted, being dependent upon the end-user speciﬁcations. There exists a trend to eliminate heat
treatment to reduce the operational cost and skip a step in the operation, thereby improving throughput.
The process steps illustrated in Figure 1 are the basis where root cause analysis is often performed
by the steel producer when the process is not in control and mechanical properties are deleteriously
affected. Often associated with multi-variant process parameters that are out of their upper and
lower process-control limit, desired mechanical properties may not be achieved. End user quality
problems may result in cracks, poor formability, poor toughness, poor weldability, and inconsistent
material performance.
To date, an application example in the steel industry while using the technique is a monitoring
system for continuous casting, i.e., one of steel production processes, to prevent breakouts has been
reported [6]. It is a system for a single process. However, how to manage the quality and operation
conditions of multiple processes have not been solved. Numerous models continue to be developed to
better comprehend each process step or a process micro-step within one piece of equipment. Although
some incremental progress has certainly been achieved for process steps, the challenge remains
the multi-variant nature of the problem containing hundreds of variables that interact with each
other [7]. Process metallurgy variables within the steelmaking step that affect microalloy (including
niobium-containing) steel quality involves: (1) tapping temperature, (2) improper N, O, and H levels,
(3) poor slag partitioning, (4) BOF end-point contents, and (5) temperature control. The conditions,
which mainly affect quality indices, are the contents of alloying elements of the material, which are
adjusted in the steelmaking process, and the temperatures of the material in the production processes.
The primary process metallurgical variables within the hot rolling operation that may affect steel
quality involves: (1) reheat furnace temperature, time, stoichiometric air to gas ratio, and overall
combustion efﬁciency, (2) refractory conditions, (3) deformation reduction schedule, (4) thermal regime
performance, and (5) hot roll geometrical factors (i.e., shale, ﬂatness, and gauge proﬁle) [8]. The third
major operation involves cold rolling. This operational effect on microalloy bearing steel quality is
intimately related to the incoming hot roll strip, sheet and plate mechanical property quality and
geometrical measures. Speciﬁc factors include: (1) yield-to-tensile strength variability across the width
and through the thickness, (2) formability and ductility, (3) impact toughness, (4) surface quality,
and (5) gauge and shape proﬁle. Finally, the coating of the cold rolled steel and various heat treatments
for both cold roll and hot rolled products can affect microalloy-containing steel quality. Coatings may
involve aluminized, galvanized, and galvanized annealed products to name a few. The operational
and metallurgical relationships for each of the steelmaking steps described are intimately connected to
the primary process metallurgy variables that governs the resultant physical metallurgical mechanisms
that result in strength, ductility, fatigue, toughness, and robustness performance.
There are numerous process variables in actual operations that have a differential effect on the
resultant product quality and behavior in-service. Because this is a general purpose technique, its
scope of application is currently being expanded to quality, metallurgical and operation management
in various other processes where the monitoring load is high and inferior quality needs to be detected
with more sensitively due to environmental changes, i.e., more severe customer requirements and
more diverse microalloyed products. Within the ﬁeld of advanced engineering mathematics, the
effects of numerous variables on each other at different operational states is a fruitful area of research.
The study and integration of actual production data under variable operational conditions and its
resultant microstructure and product quality is of extreme signiﬁcance and need for the steel industry.
The bridge between the laboratory and production line can be connected through the physical and
process metallurgy synergies that are outlined in the next three industrial case examples.
Three speciﬁc industrial process and physical metallurgical industrial cases are presented
to reinforce the process and physical metallurgy synergistic approach. The ﬁrst industrial case
involves the relationship between steelmaking and continuous casting process metallurgical variables.
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It connects the slab surface and internal quality and stress-strain behavior with a keen focus on hot
ductility and transverse cracking of microalloyed grades [9]. The second industrial case involves the
connection between the reheat furnace process variables and the hot roll deformation step, resulting
in its effects on austenite and ferrite grain size, recrystallization, desired microstructure, and impact
toughness performance [10]. The third industrial case relates the improved quality and the cost
effectiveness of Low Manganese-MicroNiobium hot rolled product [3]. These cases provide examples
of both metallurgical and methodological approaches that provide an underpinning for application of
such analysis for other iron and steelmaking production processes and different mill conﬁgurations.
3. Results and Discussion
3.1. Steelmaking and Continuous Caster Industrial Microalloy Hot Ductiltiy Industrial Case Example
Five major process metallurgy-physical metallurgy relationships were derived from the
comprehensive global hot ductility study. Based upon the process metallurgy data supplied by
the industrial partners, it was determined that the hot ductility and stress strain behavior are closely
related to; (1) deleterious effect of very high tap temperatures, (2) the positive effect of controlled
superheat, (3) positive effect of maximization of casting speed, (4) excessive mould level ﬂuctuation,
and (5) deleterious effect of high secondary cool zone temperatures. A chemistry comparison of
different combinations of process metallurgy parameters to the hot ductility data and propensity for
cracking showed it to be more related to the carbon content than the microalloy composition [9].
The addition of a single- or multi-microalloy chemistry will affect the hot ductility behavior in a
laboratory test measure percent reduction in area (%RA) in a hot tensile test in the Gleeble. The %RA
is then related to the perceived crack propensity. However, the hot ductility performance in actual
practice exhibits a contrary result when compared to laboratory generated heats. The hot ductility
behavior of these industrially produced microalloy steel heats result in excellent surface quality at
quite low %RA (10–15%) and crack-free slab quality. The incongruence of the %RA and propensity
for cracking and predicted poor hot ductility behavior in the laboratory is not seen at the industrial
caster. The results are validated through the analysis of the stress strain curves that are generated from
industrial samples via hot tensile tests at the caster unbending temperature. The relationship between
the equiaxed chill thickness of the solidifying slab in the casting mould and the distance of the mixed
grain zone below the surface plays a key role in the propensity for cracking.
The sample family in this study [9] includes microalloyed (Nb, V, and/or Ti) low carbon grades,
peritectic grades, and medium carbon grades. The selected range of steel chemistries represents
grades some global steel producers observed occasional surface related defects and transverse
cracking. In several of the investigated cases for this research, steelmaking, caster machine, and
rolling parameters have been furnished from the steel companies who provided samples, such that
the ductility test conditions will simulate the actual caster conditions. The area of study involves the
unbending section of the caster in the temperature range of 700 ◦ C to 950 ◦ C The unbending section of
the continuous caster imposes the highest strain on the solidifying section of the slab or billet as it is
processed. The strain is directly related to the metallurgical radius of the caster, which varies from mill
to mill. The smaller the metallurgical radius (i.e., curvature of the bend) then the higher the imposed
strain on the solidifying strand. Figure 2 below illustrates the location of the unbending section of
the caster.
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Figure 2. Detailed schematic of thick slab continuous caster (reproduced from [11], with permission
from Iron & Steel Society, 1997).

Since the typical temperature through the unbending section of the caster is between 700 to
950 ◦ C, most of the hot ductility %RA research has been in this temperature range. The hot tensile
tests are performed within this temperature range at strain rates between 0.001 to 0.0001 mm/mm/s
for this stress-strain curve hot tensile test analysis. This strain rate simulates the strain rates induced
within the unbending section of industrial casters at typical casting speeds for the microalloyed
steels. The ductility trough in this example is between 750–800 ◦ C with approximately 20–25%RA at
strain rates of 0.0001 to 0.001 mm/mm/s. Most industrial casters operate at casting speeds through
the straightening section with a strain rate during unbending between 0.0001 to 0.001 mm/mm/s
strain rate.
The microalloy compositions that were tested are shown in Table 1 and the range from 0.045%
to 0.253%C at various Nb, V, and/or Ti compositions. Operational data was also obtained for each
slab sample. The data included casting speed, superheat, primary and secondary cooling parameters,
oscillation frequency and stroke.
Table 1. Industrial sample compositions.
ID

C

Mn

Si

Nb

V

Ti

Mo

Cr

Cu

Ni

Al

S

P

N

1A
2A
3B
4C
5D
6E
7F
8G
9H
10I
11
12
13

0.158
0.154
0.074
0.132
0.411
0.141
0.142
0.253
0.072
0.081
0.072
0.147
0.045

1.45
1.45
1.55
1.57
1.68
1.39
0.61
1.05
1.49
0.99
1.41
1.40
1.90

0.454
0.455
0.209
0.260
0.210
0.390
0.640
0.503
0.250
0.205
0.189
0.377
0.179

0.041
0.042
0.050
0.036
0.002
0.040
0.002
0.002
0.036
0.002
0.023
0.010
0.084

0.009
0.009
0.073
0.079
0.090
0.078
0.007
0.008
0.008
0.010
0.010
0.009
0.013

0.004
0.005
0.019
0.031
0.017
0.009
0.005
0.028
0.015
0.028
0.014
0.005
0.098

0.004
0.006
0.005
0.005
0.004
0.006
0.497
0.184
0.004
0.006
0.007
0.007
0.006

0.04
0.05
0.04
0.04
0.05
0.04
1.4
0.38
0.04
1.0
0.05
0.06
0.04

0.019
0.027
0.035
0.015
0.024
0.026
0.016
0.016
0.142
0.022
0.023
0.033
0.045

0.04
0.05
0.04
0.04
0.04
0.04
0.05
0.36
0.38
0.06
0.05
0.07
0.05

0.033
0.033
0.035
0.035
0.033
0.029
0.039
0.044
0.036
0.036
0.035
0.039
0.026

0.002
0.001
0.002
0.002
0.007
0.004
0.001
0.002
0.002
0.004
0.005
0.002
0.002

0.01
0.01
0.00
0.00
0.01
0.01
0.00
0.00
0.00
0.01
0.01
0.01
0.00

0.005
0.002
0.004
0.005
0.006
0.006
0.008
0.005
0.005
0.004
0.005
0.004
0.006

The traditional %RA data was generated for all of the industrial samples. Figure 3 illustrates the
traditional hot ductility test measure of % reduction in area for a low carbon microalloyed plate steel
at 800 ◦ C.
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Figure 3. Percent Reduction in Area Hot Ductility Test [12].

Each microalloy has a purpose to serve. With proper melting and casting parameters, these
microalloy compositions are well within the capability of producing crack-free slabs, regardless of the
individual microalloy, the combination of microalloys, and the carbon equivalent of the grade, even at
as low as 10%RA, yet published literature quoted 40% minimum %RA [13] to assure the crack-free
casting of Nb bearing heats. Due to this lack of correlation between %RA from laboratory generated
heat samples and the actual performance in an industrial slab or bloom caster, it was decided to
compare strain energy as a better measure for the prediction of the hot ductility behavior.
The strain rates for all of the tests simulated the actual operational strain rate at the unbending
section of the casters’ providing the samples for this study. The two strain rates that were
employed were between 0.001 and 0.0001 mm/mm/s. The raw data output of force, dynamic gauge,
measurements, stress, and strain were converted into a stress strain curve for each sample (see Figure 4
as an example). Based upon the casting speeds and metallurgical radii of a given caster, solidifying
slabs travel through the unbending section impose a strain rate range of 0.001 to 0.0001 mm/mm/s.
Therefore, these stress and strain curves were made to best accommodate the speed and strain condition
actually experienced in practice. It should also be noted that all of the samples are industrial and were
obtained at industrial casters along with all of the processing information. Note that at the higher strain
rate, the ultimate tensile strength is 120 MPa versus 80 MPa (at the lower strain rate) and 0.155 strain
versus 0.068 strain at UTS (Ultimate Tensile Strength), respectively. This strain energy approach has not
been considered in the ﬁeld of hot ductility behavior of continuous cast steels through the unbending
section of the casting. Thus, this research introduces the strain energy relation to hot ductility behavior
and the related signiﬁcant processing variables. The strain at fracture for the 0.001 strain rate is 0.254
versus 0.135 for the lower strain rate of 0.0001 shown below in Figure 4.
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Figure 4. Sample 1A Stress Strain Curve at 800 ◦ C. (Left) 0.0001 strain rate, (right) 0.001 strain rate [12].

The area under the σ– ε curve up to a given value of strain is deﬁned as the total mechanical
energy per unit volume (U*, i.e., strain energy) consumed by a material in the process of straining to
that given value. The area under the stress strain curve, such as Figure 4, is integrated per the strain
energy equation, as shown by:
U∗ =
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0
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The steels that were tested in this study exhibited a range of crack free slabs at %RA data that were
considerably lower than the published 40% minimum %RA. Some researchers stipulated a required
minimum 40%RA for crack-free casting of Nb-bearing steels [13]. Yet, steels in this global study did
not exhibit cracks at as low as 10–15%RA. Thus, the strain energy (SE) has been introduced to assist in
better ascertaining the hot ductility behavior of steels instead of %RA hot ductility tests. It is postulated
that the stress strain curve is a more accurate measure for a given steel’s hot ductility behavior than a
simple measurement of the %RA. In order to test this postulation, all of the %RA and strain energy
data was plotted against ultimate tensile strength and strain at ultimate tensile strength.
The relationship between the steelmaking and caster operation and the resultant slab quality is
related through the hot ductility behavior. This global Nb-bearing continuous casting steel research
study concludes that the incidence of slab cracking during casting is related to the steelmaking and
caster process parameters [14]. These parameters include the elemental residual chemistry level,
superheat variation, transfer ladle temperature stratiﬁcation, mould ﬂux incompatibility, casting speed
ﬂuctuation, mould level ﬂuctuations, and excessive secondary cooling. The casting speed, superheat
control, and primary/secondary cooling have a profound effect on the hot ductility behavior of
miroalloyed steels and resultant surface quality condition. Different superheat practices have been
recommended in this past research based upon the industrial sample test results [15]. Since most
casters worldwide operate between a 0.0001 and 0.001 strain rate through the unbending section of the
straightening section, operating closer to the faster strain rate (0.001 through minor increases in casting
speeds) enhances both the hot ductility performance and the associated surface quality. Superheats
exceeding 25 ◦ C are deleterious to surface quality, regardless of the chemistry.
Each operation should thoroughly understand the speciﬁc unique process metallurgy variables
that have a direct inﬂuence on surface and internal quality and hot ductility behavior. Only then,
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can practices be developed accordingly to suit their micro-alloyed steel grade family of compositions,
average residual levels, and customer requirements.
Although the emphasis on chemistry has been well studied, the steelmaking, solidiﬁcation
dynamics, and process metallurgy parameters of the actual steelmaking operations are rarely correlated
to the hot ductility behavior and resultant slab surface quality [15]. In addition, most studies involve
laboratory produced heats, whereas this research is based solely upon industrial produced samples
with an emphasis on process parameters and solidiﬁcation at different carbon levels. Continuous
casting parameters, such as super heat, mold level ﬂuctuation, heat transfer, ﬁne grain chill zone depth,
and other process performance parameters directly inﬂuence solidiﬁcation behavior, and hence the
surface and internal quality of the steel strand. The transition from the equixed ﬁne grain chill zone to
the mixed grain sub-surface zone is connected to the process of solidifcation. The carbon content, ﬁne
grain chill zone depth, and strain energy directly govern the hot ductility behavior and the propensity
for crack formation during the unbending phase of the continuous casting process. Elements other than
carbon and micro alloys exhibit secondary or tertiary root causes for crack formation. In addition to the
carbon content, the synergy of the process variables affect product slab quality more than chemistry
(except for carbon) [15].
Evaluation of several hundred samples at different hot tensile test temperatures resulted in the
derivation of the strain energy as described in Equation (1) and the traditional %RA. This research
determined that the minimum required %RA for crack-free casting is inaccurate and signiﬁcantly
overstates the %RA that is required for crack-free castability. For example, the literature quotes 40%
RA minimum for Nb-bearing steels, when in fact as low as 10% minimum RA is more than sufﬁcient to
assure crack-free casting based upon the extensive testing, operational parameter review and analysis
performed in this study. Based upon this reported minimum 40%RA [11] for crack-free casting, the
implications have resulted in some alloy developers reducing or totally eliminating the selection of Nb
for a new carbon steel development due to this published 40%RA minimum casting criterion. This
situation stimulated the examination of the stress strain curve, strain at UTS, and fracture and strain
energy for different steels at different unbending temperatures. A regression analysis was performed
on the data. At 800 ◦ C unbending temperature, the %RA and strain energy was evaluated and plotted
for all of the tested samples against the measured strain at the UTS Figures 5 and 6.

Figure 5. Percent reduction in area versus strain at ultimate tensile strength [15].
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Figure 6. Strain energy vesrsus strain at ultimate tensile strength [15].

A strong correlation coefﬁcient R-squared of 0.9185 was determined between the strain energy
and strain at the ultimate tensile strength and only 0.1367 R-squared between the %RA and the strain
at UTS, as shown in Figures 5 and 6. The key factor affecting the subsurface crack propagation is
the distance below the slab surface where the equiaxed chill grains transition into columnar grains.
This mixed grain zone is the sub-surface crack initiation point. The strain at UTS is related to the
thickness of the equiaxed chill zone and the depth of the transition grain zone below the surface. As a
result of the higher correlation for both the ultimate tensile strength and the strain, it is concluded and
proposed that the strain energy be deﬁned as the preferred measure of the hot ductility characterization
for different microalloy compositions. It also reinforces the conclusion that the hot ductility behavior
and propensity for cracking is governed by the solidiﬁcation phenomena. Future researchers are
encouraged to report strain energy data when performing hot ductility tensile tests at temperature.
Hence, a global strain energy database should be compiled in order to further expand. Reasons for the
poor strain correlation with %RA are related to process metallurgical factors and solidiﬁcation behavior,
which are typically not considered in hot tensile testing and %RA determination. Certainly, the carbon
content of the steel greatly affects the chill zone thickness. Based upon this reported minimum
40%RA [13] for crack-free casting, the implications have resulted in some alloy developers reducing or
totally eliminating the selection of Nb for a new carbon steel development due to this published 40%RA
minimum casting criterion. Yet, Nb is a critical element for achievement of mechanical properties in
hot rolled product. Based upon actual operational experience and this hot ductility study, %RAs as low
as 10% will result in crack-free casting of Nb-bearing steels at industrial casters around the world [16].
The steels tested in this study exhibited a range of %RA data that were considerably lower than
the published 40% minimum %RA that is required for crack-free casting of Nb-bearing steels. Yet, these
steels did not exhibit cracks. Thus, the strain energy (SE) has been introduced to assist in ascertaining
the hot ductility behavior of steels. It is postulated that the stress strain curve is a more accurate
measure of a given steel’s hot ductility behavior than a simple measurement of the %RA.
3.2. Reheat Furnace Operational and Combustion Efﬁciency and Impact Toughness of Hot Rolled Steel
Industrial Case Example
The thermomechanical controlled processing (TMCP) of niobium bearing steels produces
ﬂat rolled products with exceptional toughness, yield-to-tensile ratios, good weldability, and
excellent ductile-to-brittle transition impact behavior in a variety of applications. TMCP process
metallurgy involves the triad of slab reheating practices, proper reduction schedules for appropriate
recrystallization type behavior during deformation, and accelerated cooling rates (exceeding a
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minimum of 5 ◦ C/s) on the ﬂat rolled products. All three process metallurgy elements signiﬁcantly
contribute to the toughness behavior and fracture resistance to crack propagation. Often, in industrial
operations, variations in the three triad parameters will offset the optimal achievement of toughness,
strength, and microstructure. Figure 7 below connects the process metallurgy control of the furnace
reheating and the effect on hot rolling deformation, grain size, and ﬁnal plate properties.

Figure 7. Physical and process metallurgical reheat furnace example (reproduced from [10], with permission
from AIST, 2016).

This reheating step in the steelmaking process often receives low priority in the evaluation of
product quality and mechanical property performance, especially the toughness through the plate
thickness. Heat transfer conditions of radiation, convection, and conduction affect furnace heating
efﬁciency. In laboratory studies, the furnace heating step is typically quite uniform, resulting in a
homogeneous and ﬁne prior austenite grain size. During production, it is much more difﬁcult to
control the uniformity of heating and heat transfer consistently along the entire length and through
the thickness of the work piece. The furnace conditions are correlated to product quality via furnace
process variables, such as the air to gas ratio, furnace burner condition, furnace pressure, energy
efﬁciency, adiabatic ﬂame temperature (AFT), and furnace refractory condition.
In the reheat furnace, the slab is actually heated via radiation from the refractory roof and
sidewalls. The roof and sidewall refractory absorb heat from the ﬂames emitted from the combustion
burners. The adiabatic ﬂame temperature (AFT) is affected by the fuel type, burner efﬁciency, and
air to gas equivalence ratio. The highest AFT translates into higher heat input, higher production
throughput, and maximum furnace efﬁciency. The optimum air-to-gas ratio also develops a furnace
atmosphere that is conducive for good surface quality, high heat penetration into the slab, and optimal
scale depth and viscosity. Figure 8 illustrates the effect of different air-to-gas ratios (i.e., equivalence
ratios) on the adiabatic ﬂame temperature for different gases.
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Figure 8. Adiabatic ﬂame temperature and air-to-gas equivalence ratio [17].

Since most furnaces consume natural gas, the maximum adiabatic ﬂame temperature of 2250 ◦ K
occurs at approximately 1.10 equivalence ratio (10% excess air). Under these conditions, approximately
one-half of the heat that was generated from the combustion of the fuel heats the steel. As the air to
gas equivalence ratio increases, combustion efﬁciency declines and AFT decreases. There are several
operational reasons that adversely increase the equivalence ratio [18]. Several furnace factors can
create higher equivalence ratios resulting in improper heating of the steel and longer heating times:

•
•
•
•
•
•

Cracked burner oriﬁce plates leading to sub-optimal ﬂame temperature.
Refractory cracks in furnace roof and/or sidewall leading to air inﬁltration into the furnace.
Low furnace pressure due to inefﬁcient combustion fan mechanical performance (bearings,
out-of-balance, component wear).
Reduced working volume in the bottom zone of preheat and reheat section due to scale buildup.
Improper dilute oxygen enrichment at combustion burner tip.
Scale formation and viscosity.

Most commercial fuels are hydrocarbons. According to the stoichiometric ratio for full oxidation
of a fuel, air/fuel mixtures fed to a combustor are classiﬁed as:

•
•
•

Lean mixtures (little fuel content, excess of air).
Stoichiometric mixtures (with the precise or theoretical amount of fuel).
Rich mixtures (more fuel than needed, but excess fuel will pyrolyze to small-molecule fuels, and
only small molecules appear at the exhaust).

Numerous furnace operations throughout the world operate at both high reheat zone (>1150 ◦ C)
and soak zone furnace temperature (>1225 ◦ C), thereby overheating both plain carbon steels and
microalloyed steels, leading to abnormal grain growth. Observations made at numerous mills around
the world ﬁnd high temperature furnace operation even more prevalent on higher carbon steels
exceeding 0.20%C. The cause and effect relationship of these poor furnace heating practices have
a detrimental effect on steel quality due to abnormal and variable grain size and inhomogeneous
heating through the slab thickness. Coarser austenite grains translate into coarser ferrite grains
in the ﬁnal hot rolled product. Also, the overheating of steel results in thicker scale formation.
The metallurgical consequences of thick scale formation goes beyond simple surface quality issues
and translates into mechanical property variability due to the improper heating of the slabs before
hot rolling. Observations that were made at numerous mills around the world ﬁnd high temperature
furnace operation is often prevalent at mills producing High Strength Low Alloy (HSLA) microalloyed
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steels and higher carbon steels exceeding 0.20%C. Niobium is effective in delaying austenite grain
growth when high temperature overheating conditions occur. Figure 9 shows the relationship between
the mass increase (i.e., scale formation), which is the weight of scale (g/m2 ) of slab, at 1250 ◦ C and
1300 ◦ C [19].

Figure 9. Increase in mass over time for oxidation at 1250 ◦ C and 1300 ◦ C in methane combustion
atmosphere (reproduced from [19], with permission from the authors, 2014).

Within the furnace operation, heating and combustion zone temperatures are typically increased
to offset the low combustion efﬁciency issues in an attempt to increase productivity. This approach,
however, is ﬂawed, as the slabs are not homogeneously heated. The problem is then one of sacriﬁcing
quality (i.e., mixed and coarse austenite grain size) for increased throughput. The relationship between
furnace temperature, long heating times, and scale thickness are illustrated below in Figure 10 [20].

Figure 10. Scale thickness versus temperature (reproduced from [20], with permission from the authors, 2014).

Some mills increase the soak zone temperatures (optical pyrometer readings in the furnace)
approaching 1250–1275 ◦ C (1300 ◦ C in some regions of the world), which translates into steel surface
discharge temperatures approaching 1225–1240 ◦ C, and thus the initiation of severe austenite grain
growth. From a practical operational perspective, soak zone temperatures exceeding 1250 ◦ C is
extremely deleterious to steel surface quality, toughness, yield and mechanical property, and cost
performance. The decrease in yield is due to formation of a heavy iron oxide scale. This scale can be
several millimeters in thickness and converts to as much as 1 to 1.5% of yield loss. This loss in product
translates into millions of dollars of scrap and reduced yield on an annual basis.
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It is apparent from Figure 10 at 1200 ◦ C that an increase in hold time from 1.00 to 1.50 h will
increase the scale thickness by nearly 30%. Scale behaves as an insulator, and consequently, the thicker
the scale then a reduction in the thermal conductance of heat absorbed by a given slab. A second
factor involves the inﬂuence of the air-to-gas ratio. As the air-to-gas ratio increases, the AFT decreases
and then due to more oxygen in the furnace environment, the iron oxide scale thickness will increase.
Heat conductance requires longer heating times. The scale layer is an insulating layer on the slab
surface, reducing the slab heat conduction efﬁciency. Under these conditions, longer soaking times are
necessary to ensure the proper heating of the center of the slab. Longer soak times lead to increased
prior austenite grain size. This variation in the heating process will signiﬁcantly affect the resultant
thermal homogeneity and gradient from the surface of the slab to the center of the slab, as well as the
austenite grain size and distribution and ensuing recrystallization behavior.
The effects of these reheat furnace process metallurgy parameters will affect the ﬁnal hot rolled
microstructure and grain size. The relationship between inhomogeneous heating and the resultant
mechanical properties is often not reported. The metallurgical consequence of a mixed and/or coarse
austenite grain translates into variable ferrite grain size in the ﬁnal rolled product. Discontinuous
austenitic grain growth is directly inﬂuenced by such thermal variation conditions within the furnace
that are caused by variable air to gas ratios. The effect of temperature on the prior austenite grain size
is illustrated below in Figure 11 [21].

Figure 11. Austenite grain size versus temperature (reproduced from [21], with permission from the
authors, 2009).

For example, the relationship between the air-to-gas ratio and the resultant austenite grain
boundary may be correlated with the integration of these two ﬁgures (Figures 10 and 11). The furnace
operational process metallurgy can be converted to the reheating temperature of the slab and then
into the estimated austenite grain size. For example, if one section of the slab is at 1200 ◦ C and the
adjacent section is 1225 ◦ C due to an air to gas variation 0.05; then, it follows that the austenite grain
size would be approximately 325 μm for the 1250 ◦ C section versus the adjacent section at 280 μm
grain size for the 1225 ◦ C region. Such differences in prior austenite grain size due to such thermal
variations in combustion lead to a variable ferrite size in the ﬁnal hot rolled product, and hence,
variable mechanical properties.
The connection between the process metallurgy and the physical metallurgy is made in this
example. The mechanical property implications involve the yield and tensile strength variability,
sporadic formability, and signiﬁcant impact toughness scatter through the thickness of the plate.
The reheat furnace operation is receiving more attention due to its signiﬁcant effect on the difference
in impact properties between the 14 -point and the centerline-point in hot rolled plate. This variability
increases as the plate thickness increases.
150

Metals 2018, 8, 671

Results of several studies conﬁrmed the importance of proper furnace control in industrial trial
production of 40-mm plates with speciﬁed minimum yield strength (SMYS) of 450 MPa at the 5-m hot
rolling mill of Vyksa Steel Works in Russia [22]. The chemical composition of the steel was 0.06% C,
0.20% Si, 1.6% Mn, 0.03% Nb, 0.016% Ti, and additions of Ni, Cu, Cr (Mo). A two-stage TMCP process
was implemented with the proper consistent reduction parameters and various reheating modes
(temperature and duration). The objective of this trial was to evaluate the effect of reheat temperature
and duration time on the impact toughness behavior of a Nb-microalloyed steel. The reheating
temperatures ranged between 1100 ◦ C and 1200 ◦ C. Slabs were held in a continuous furnace between 5
and 12 hours. Impact toughness (Kv at −20 ◦ C) and drop-weight tear tests (DWTT) were measured in
order to evaluate cold resistance toughness behavior from the industrial trial. [22].
Figure 12 shows the time parameter effect at a low reheat temperature of 1170 ◦ C and the
associated deterioration in toughness for slabs held over 500 min. Also, greater than 500 min heating
time generally exhibits lower average toughness when compared to the less than 500 min heating time.

Figure 12. KV at −20 ◦ C Joules as function of time at 1170 ◦ C (reproduced from [22], with permission
from The Minerals, Metals &Materials Society, 2016).

The reheating is coupled with the appropriate reduction schedule to achieve proper
recrystallization phenomena. This recrystallization phenomena is especially important for plate
production, since even modern high-power mills cannot provide, at times, full multiple recrystallization
that is aimed at reﬁning prior coarse grained austenite structure, typical for high-temperature rolling.
This blend of proper low to medium reheat practice and mechanical deformation schedule set the
parameters for optimization of the ﬁnest grain size through the plate thickness. The percent drop
weight tear test (DWTT) is the ultimate measure of the success or not in the ﬁnal rolled plate product
toughness and ductile shear behavior. The inﬂuence of reheating temperatures on %DWTT is illustrated
in Figure 13 [22].
High reheat furnace temperatures (exceeding 1225 ◦ C) reduce the impact toughness and DWTT
performance due to inhomogeneous heating and a coarse prior austenite grain size through the slab
thickness. The proper heating temperature, time and reduction schedule is the key in optimization
of the ﬁnest grain size leading to DWTT consistently exceeding 85% shear fracture even at the plate
centerline. The variability in toughness from the 14 to 12 point of the plate can be attributed to improper
furnace heating. The operational furnace parameters, such as AFT, air-to-gas ratio, O2 in the furnace
atmosphere are operational contributors to poor toughness. The introduction of micro-additions of
Nb assists in the production of a more robust hot rolled product retards austenite grain growth that is
caused by reheat furnace process temperature and time irregularities [5].
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Figure 13. Shear area of drop-weight tear tests (DWTT) versus DWTT test temperature (reproduced
from [22], with permission from The Minerals, Metals &Materials Society, 2016).

3.3. MicroNiobium Low Manganese Approach
The new generation of value-added low carbon-low manganese microalloyed structural steel
for both low and high yield strength and energy absorption applications is under development and
implementation at numerous mills around the world [3]. These materials engineering considerations
are shifting designers to consider new lower cost and more robust construction materials, even for low
yield strength applications. These opportunities are quite positive for the steel producers who respond
to the customer’s needs. The civil engineering and end user community demand structural reinforcing
bars, shapes, beams, and plates with improved energy absorption and fatigue properties. With more
severe climatic conditions, demands for improved ﬁre and seismic resistance, yield-to-tensile ratio
consistency, improved bendability, and weldability are in the forefront. These attributes are difﬁcult to
obtain from some steel producers today with their current higher carbon microalloyed steel approaches
and hot rolling practices. There already has begun a global shift from peritectic carbon (0.11–0.16%C)
construction grades to low C-Nb bearing construction steels (less than 0.10%C) displacing traditional
materials [23]. For example, within the construction beam and plate sector, the reduction in C has
resulted in mechanical property improvements with a 0.015 to 0.030%Nb in low carbon structural steel
with an appropriate hot rolling schedule for S355 and S420 beams with improved toughness, fatigue,
and fracture toughness performance.
The primary metallurgical reasons for higher production cost for this 0.11–0.16%C
(hypo-lperitectic) microalloyed steel grades when compared to low carbon microalloyed grades
relate to negative implications at the steelmaking, casting, and hot rolling steps of the process [23].
The operational peritectic deﬁnition of numerous steel producers from around the world categorize
the 0.11 to 0.16%C range and more operational and quality issues occur more frequently than with less
than 0.10% low carbon grades. The primary operational and metallurgical differences between the
production of low carbon and peritectic grades are:
(1). Differences in solidiﬁcation behavior during continuous casting.
(2). Casting requires tighter control of primary and secondary cooling for peritectic due to heat
ﬂux differences.
(3). Increased slab conditioning with peritectic grades due to uneven surface solidiﬁcation resulting
in a variable equiaxed chill columnar grain transition zone (EACLGZ) closer to the surface when
compared to low carbon microalloyed grades [16].
(4). Maximum austenite grain size occurs in the 0.11–0.16%C range.
(5). Surface quality generally worsens in hot roll product.
(6). Increased slab scarﬁng and potential to open cracks in peritectic grades.
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(7). Often peritectic grades are normalized heat treated to homogeneous grain size, but not necessary
in low carbon grades (eliminate heat treatment).
(8). Grain size and mechanical property variability across the width and through the thickness.
(9). Peritectic grades are cast at slower speeds affecting productivity by as much as 10–20%.
(10). Increase in number of transition slabs and potential downgrades.
(11). Peritectic grades tend to exhibit more internal and centerline segregation, especially as Mn
levels increase.
If a producer opts that the peritectic approach is more cost effective, that particular mill is not
properly analyzing or understanding their total cost of production for these carbon micro-alloyed steel
grades. Since many end users rely on a given speciﬁcation to meet their order requirements, as long as
the speciﬁed chemical elements meet the composition range or maximum thresholds, the shipment is
deemed acceptable. Herein, two potential problems might be experienced by the end user. Speciﬁcally,
material performance variability and major carbon level differences between heats and/or multiple
suppliers and service centers will result. Recent communications with end users reveal that they
do not realize the negative implications to their business when the peritectic grade is processed
in their operation. Concurrently, the end users of these ASTM grades are demanding structural
components with less mechanical property variability and consistence. For example, properties, such
as low temperature toughness, formability, bendability, weldability, fracture toughness, and fatigue
performance are impaired when these higher C grades are applied instead of the less than 0.10%C
lower carbon steels.
The new generation of structural low strength steels (S235, S275, and S355) is focused upon both
the peritectic and the low carbon construction grades. The ultimate goal as Nb concentrations are
increasing in higher strength construction grades is the necessary combination of: (1) reducing the
carbon to under 0.10%, (2) reducing Mn levels by 0.30 to 0.40%C, and (3) making the proper Nb addition.
The approach is intended to reduce the operational cost per ton in both the Melt Shop via reduced
raw material cost and reduced mechanical property diverts in the hot rolling operation. The grain
reﬁnement via the Nb-addition promotes a more homogeneous ﬁner grain pearlite microstructure,
reduced banding in the hot rolled steel at lower Mn and a more robust product. The lower C, moving
out of the peritectic improves weldability, and surface quality at the continuous caster. During the hot
rolling of low carbon-manganese-MicroNb structural steels, the delay of the pearlite transformation
leads to a ﬁner interlammelar spacing and ﬁner grain size due to a shorter transformation time, and
thereby contributing to a strength increase even at lower Mn and C concentrations. Some of the other
beneﬁcial effects at steel producers besides reducing alloy cost from the lowering of the Mn content by
as much as 0.40%Mn are:
▪
▪
▪
▪
▪
▪
▪
▪

Lower amount of cold additions to liquid steel (possible saving of energy).
Lower P contamination from FeMn alloy.
Lower Mn centerline segregation in the slab/plate.
Reduced banding in hot roll microstructure.
Lower carbon equivalent (better weldability).
Improved robustness and less YS and TS scatter.
Finer and more homogeneous grain size through thickness and across width.
Improved toughness and lower DBTT (ductile to brittle transition temperature).

The low Mn-low Nb 0.16%C construction steels research and development recently being
commercialized involves the application of quite simple conventional rolling schedules and reheat
and hot rolling practices. In the past, there was limited research into such products for two primary
reasons. First, when secondary and tertiary processes, such as hot forging, drawing, and cold forging
are applied to medium and high carbon steels, the effects of controlled rolling may be lost through the
process. Secondly, Nb has a lower solubility in austenite in comparison with low carbon steels at the
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same temperature. These trials have exhibited excellent results, even in medium carbon peritectic S355
structural steels that are applied to structural plate, angles, channels, and light section supports at very
economical cost. Table 2 presents the results of a low Mn-MicroNb peritectic carbon structural steel [23].
Table 2. Peritectic (0.16%) low Mn-MicroNb mechanical properties *.
Thickness
Aim
II-16 mm
III-16 mm
IV-40 mm

Yield Strength

Tensile Strength

MPa

MPa

Elongation
%

−20 ◦ C

Impact Strength (Joules)
0 ◦C

20 ◦ C

345
405
410
455

470
525
535
615

21.0
28.5
33.0
22.0

150
150
100

>34
170
170
155

160
160
180

* Mn level reduced from Standard 1.45 to 1.15%Mn and 0.010%Nb at 0.16%C (peritectic).

The intent of this industrial trial research is to further incorporate this MicroNb peritectic C
approach in existing carbon (peritectic) compositions and replace the vanadium with niobium and
make a signiﬁcant reduction in the manganese level for these 345 MPa grades. The next step is to
consider a similar reduction in Mn strategy, even for lower strength steels, such as 235 MPa and
275 MPa as a cost reduction opportunity. The knowledge that is gained from this work illustrates the
possibility of making Mn reductions and signiﬁcant cost savings. There have been situations where
the aim is to produce S275 and the mill actually produced S420 MPa structural grades. A second major
step previously discussed is the transition from these medium carbon peritectic structural steels to
less than 0.10%C grades. It is becoming apparent in S355 and S420 grades that very low manganese
levels with proper reheat furnace operations and rolling practices result in easily achieving yield and
tensile levels with excellent low temperature toughness, as exhibited in Table 2. The process metallurgy
positively contributes to the increased strength typically expected from the additions of higher carbon
and higher manganese levels. These reduced manganese and carbon levels also result in reduced alloy
and processing costs, a lower carbon equivalent, and improved weldability. The Graville diagram
in Figure 14 shows with the lower carbon equivalent form the carbon and manganese reduction,
the chemistry moves into Zone I which requires no preheat or post-heat, which is necessary in the
Zone II conditions. The MicroNiobium addition grain reﬁnement compensates for the reduction in
strength from the lower carbon and manganese levels.

Figure 14. Graville weldability diagram [24].
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4. Conclusions
The process and physical metallurgy synergy is vital in conjunction with the materials science
engineering connection in understanding and properly executing the successful transfer of new and
advanced steel products from the laboratory to industrialization. The integration of steelmaking,
continuous casting, and hot and cold rolling is critical to properly understand the root cause process
metallurgical parameters affecting the physical metallurgy of the desired products. A methodology
has been presented for three industrial cases:
(1)

(2)

(3)

Hot ductility behavior of Nb-containing steels shows higher correlation between strain energy
and surface quality than percent reduction in area (0.9185 vs. 0.1367 R-squared correlation
coefﬁcient).
The effects of the reheating process operational variability during the reheating of steel slabs
before rolling signiﬁcantly affect austenite grain size, recrystallization behavior, and ﬁnal
microstructure and toughness.
The new generation of value-added low carbon-low manganese MicroNiobium structural steels
for both low and high yield strength and energy absorption applications are both cost effective
and present improved quality.
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Abstract: Cost-effective advanced design concepts are becoming more common in the production
of thick plates in order to meet demanding market requirements. Accordingly, precipitation
strengthening mechanisms are extensively employed in thin strip products, because they enhance the
ﬁnal properties by using a coiling optimization strategy. Nevertheless, and speciﬁcally for thick plate
production, the formation of effective precipitation during continuous cooling after hot rolling is more
challenging. With the aim of gaining further knowledge about this strengthening mechanism, plate
hot rolling conditions were reproduced in low carbon Ti-Mo microalloyed steel through laboratory
simulation tests to generate different hot-rolled microstructures. Subsequently, a rapid heating process
was applied in order to simulate induction heat treatment conditions. The results indicated that the
nature of the matrix microstructure (i.e., ferrite, bainite) affects the achieved precipitation hardening,
while the balance between strength and toughness depends on the hot-rolled microstructure.
Keywords: plate rolling; strengthening; precipitation; induction; titanium; molybdenum;
microalloyed steels; EBSD; mechanical properties

1. Introduction
In the recent years, suitable thermomechanical sequences combined with advanced microalloying
concepts have been developed to fulﬁll the demanding market requirements in terms of tensile and
toughness properties. The addition of microalloying elements, such as Nb, Mo, Ti and V ensures the
improvement of ﬁnal mechanical properties. For the conventional High Strength Low Alloy (HSLA)
steels, yield strength values of approximately 400–500 MPa can be achieved through a combination of
strengthening contributions from solid solution, grain size, dislocation density and ﬁne precipitation
properties [1,2]. However, the hardening due to ﬁne precipitation is not relevant for conventional
HSLA steels. In recent years, combinations of Ti and Mo have been proposed for when higher yield
strength values are required (higher than 700 MPa). Ti-Mo microalloyed steels offer excellent tensile
properties and ductility balance, due to the formation of nanometer-sized carbides in the ferritic
soft matrix [3]. A strategy for effective precipitation during cooling can promote an enhancement
of approximately 300 MPa [4,5]. Therefore, signiﬁcant effort has been dedicated to optimizing the
cooling strategy, which ensures the formation of ﬁne precipitates with a considerable hardening
effect. Several works have investigated the inﬂuence of coiling strategies in the ﬁnal tensile properties
for thin strip products with the aim of selecting a coiling temperature that promotes additional
precipitation hardening [2,5,6]. Conversely, the formation of ﬁne precipitates during continuous
cooling after plate hot rolling is not as effective as in coiled products [7]. In the current study, in order
to take advantage of the microalloying elements that are available after hot rolling and cooling
steps, a post-hot rolling induction heat treatment cycle after hot rolling is proposed for different
Metals 2018, 8, 694; doi:10.3390/met8090694
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microstructures. Even though the tensile property improvement caused by induction heat treatment
for bainitic microstructures is clear, the beneﬁts of using induction heating for ferritic microstructures
is still unknown [8–10]. For the purpose of generating different pre-treatment microstructures
(ferritic, ferritic/bainitic, and bainitic), the reproduction of plate hot rolling was carried out by plane
compression tests. Finally, induction heat treatment was simulated for each microstructure. Specimens
for tensile and Charpy tests were machined for each condition. This allowed us to conclude that
a considerable strengthening contribution occurs after induction heat treatment for pre-treatment
microstructures that is associated with the formation of nanosized precipitates during heat treatment.
In the current analysis, the interactions between microstructure, tensile properties, and induction
heating were evaluated. Furthermore, the inﬂuence of the mentioned tensile property enhancement on
toughness properties was also studied for ferritic and bainitic microstructure types obtained before
induction treatment.
2. Materials and Methods
In the current study, a low carbon steel microalloyed with titanium and molybdenum is selected.
Its chemical composition is shown in Table 1. Plane strain compression tests were carried out following
the thermomechanical schedule presented in Figure 1. The cycle included a reheating step of 5 min
at 1200 ◦ C, followed by a multipass deformation sequence. The ﬁrst two deformations (ε = 0.4)
were applied at 1100 and 1000 ◦ C, with the aim of obtaining a ﬁne recrystallized austenite. Then, a
deformation was applied at 900 ◦ C (ε = 0.4), below the non-recrystallization temperature, in order to
ensure the accumulation of deformation in the austenite before transformation. Next, the specimens
were cooled down at a rate of 15 ◦ C/s to temperatures designated as the “Fast Cooling Temperatures”
(FCTs; 790, 720, and 650 ◦ C) with the purpose of generating different types of microstructures (ferritic,
ferritic/bainitic, and bainitic, respectively). Then, the samples were cooled down slowly to room
temperature at 1 ◦ C/s. After the simulation of plate hot rolling, an induction heat treatment was
applied by fast heating up to a treatment temperature of 710 ◦ C with no holding time. Finally, the
samples were cooled down to room temperature at 1 ◦ C/s. The samples obtained after the plate
hot rolling simulation (without heat treatment) were designated as FCT, while the induction heated
specimens were designated as FCT-HT.
Table 1. Chemical compositions of the steels (weight percent).
C

Mn

Si

P

S

Ti

Mo

Al

N

0.048

1.61

0.20

0.020

0.006

0.09

0.20

0.02

0.0040

Temperature (ºC)

Steel
Ti-Mo

1200 ºC, 5 min
10 s
20 ºC/s

1100 ºC; ઽ = 0.4; ઽሶ= 1 s -1
50 s

1000 ºC; ઽ = 0.4; ઽሶ= 1 s-1
10 s

15 ºC/s

900 ºC; ઽ = 0.4; ઽሶ= 1 s-1
FCT
(650
ºC) 720,
FCT
(790,

650 ºC)

HT (710 ºC)

HT (710, 680 and 650 ºC)

1 ºC/s

1 ºC/s

Room T

FCT

Room T

FCT-HT
Time

Figure 1. Schematic of the thermomechanical schedule performed in the plane strain compression machine.
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In the plane compression specimens, the strain was heterogeneously distributed throughout
the thickness owing to friction and sample geometry. In order to minimize the strain gradients, the
characterization of the microstructure was performed at the central parts of the plane compression
specimens [11]. In addition to the microstructural sample, specimens for tensile and Charpy tests
were machined for each condition. The general microstructural characterization was performed by
optical microscopy (OM, LEICA DMI5000 M, Leica Microsystems, Wetzlar, Germany) after etching
in 2% Nital. More detailed analyses of microstructural features were carried out by ﬁeld-emission
gun scanning electron microscopy (FEGSEM, JEOL JSM-7000F, JEOL Ltd., Tokyo, Japan). In order
to quantify the crystallographic unit size and evaluate dislocation densities, electron backscattered
diffraction (EBSD) analysis was performed under each condition by means of a Philips XL 30CP
SEM with W ﬁlament (TexSEM Laboratories, Draper, UT, USA). The EBSD sample preparation was
based on a polishing down to 1 μm (using diamond liquids of 6, 3 and 1 μm), followed by a ﬁnal
polishing using colloidal silica. A step size of 0.4 μm was employed in the EBSD analysis, and an area
of 200 × 200 μm2 was scanned. TSL OIMTM Analysis 5.31TM software (EDAX, Mahwah, NJ, USA)
was used for data processing. Finally, the study of ﬁne precipitates was carried out by transmission
electron microscopy (TEM, JEOL 2100, JEOL Ltd., Tokyo, Japan), characterized by a voltage of 200 kV
and a thermionic ﬁlament of LaB6 . In order to obtain accurate information regarding ﬁne precipitation,
several electropolished thin foils were characterized for each condition. Precipitate size measurement
was performed based on at least 25 TEM images and resulting in the formation of a number of
precipitates between 120 and 600, depending on the precipitate density for each case.
Besides the characterization of the central part of the plane compression sample, two cylindrical
tensile specimens (4 mm in diameter and a gauge length of 17 mm) were also machined under each
condition (Schematics are shown in Figure 2). The 2% proof stress and the tensile strength were
calculated as the average of two tensile tests for each condition. The tensile tests were carried out
at room temperature, on an Instron testing machine (Instron, Grove City, PA, USA). In these tests,
a strain rate of 10−3 s−1 was employed. Furthermore, Charpy tests were carried out (Tinius Olsen
Model Impact 104 pendulum impact tester, Horsham, PA, USA), after machining sub-size Charpy
specimens (~4 × 10 × 55 mm3 ) from compression specimens. The impact transition curves were
deﬁned in accordance with the modiﬁed hyperbolic tangent ﬁtting algorithm reported by Wallin [12].

Figure 2. Schematics of the mechanical property sample extraction from the plane strain compression sample.

3. Results and Discussion
In the following sections, tensile property characterization is shown, followed by an exhaustive
microstructural analysis in terms of microstructure morphology, grain size, dislocation density, and
ﬁne precipitation. In order to gain a better understanding of the beneﬁts of applying induction
technologies, an analysis of the contributing factors of the different strengthening mechanisms on
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tensile properties is presented. Finally, the effects of tensile property modiﬁcation on the toughness
properties are evaluated.
3.1. Tensile Properties
Tensile tests were performed for all the conditions before and after induction heat treatment.
Figure 3a shows the stress-strain curves obtained for all the Fast Cooling Temperatures (FCTs).
The stress-strain curves correspond to the samples without treatment, as well as the induction heated
samples. Regarding the curves corresponding to the samples obtained before heat treatment, the results
plotted in Figure 3a suggest that the modiﬁcation of FCT has a considerable effect on tensile behavior.
Tensile property improvement was observed as the Fast Cooling Temperature increased. In terms
of the inﬂuence of the induction heat treatment, a clear tensile property improvement is observed
after induction heating. This trend was seen for all of the FCTs. Higher yield strength and tensile
strength values were measured in the induction heated samples in comparison to the specimens
without heat treatment.
Concerning the shape of the stress-strain curve, the curves obtained in the non-heated samples
showed continuous yielding behavior. As will be shown later, for the FCT790 condition, this behavior
could be due to the formation of martensite/austenite (MA) islands within a ferritic matrix. This trend
is in agreement with previously published studies [5]. The increment of the concentration of secondary
phases leads to the increment of mobile dislocations located in the boundaries between the MA
constituent and ferritic soft grains [13]. For the lowest, FCT650, a continuous shape was also
noticed, which is associated with the formation of more bainitic phases. Conversely, a slightly
different trend was distinguished when the tensile curves corresponding to the FCT-HT samples were
analyzed. The curve obtained from the FCT790-HT condition exhibits a discontinuous behavior that is
characteristic of ferritic-pearlitic microstructures. This is attributed to the modiﬁcation of the secondary
phase from MA islands to cementite. This aspect is analyzed in detail in the following section.
The yield and tensile strength values obtained from the stress-strain curves are plotted in Figure 3b
as a function of the Fast Cooling Temperature. Tensile properties corresponding to the samples obtained
before (FCT) and after induction heat treatment (FCT-HT) are shown in Figure 3b. Besides YS and TS
values, the elongation and area reduction measurements are listed in Table 2. Looking at the results
obtained in the samples without heat treatment, the increment of FCT from 650 to 790 ◦ C promoted an
increase in yield strength. Yield strength values of 495, 525 and 544 MPa were obtained, for FCT650,
FCT720 and FCT790, respectively. Conversely, no signiﬁcant effect of FCT on tensile strength values
was noticed. Similar TS values were measured over the entire range of Fast Cooling Temperatures.
Table 2. Yield strength (YS), tensile strength (TS), elongation (%), and area reduction (%) values for the
all of the conditions: FCT650, FCT650-HT, FCT720, FCT720-HT, FCT790, and FCT790-HT.
Condition

Yield Strength (MPa)

Tensile Strength (MPa)

Elongation (%)

Area Reduction (%)

FCT650
FCT650-HT

495 ± 3
632 ± 1

667 ± 3
738 ± 2

25 ± 2
22 ± 0

79 ± 0
76 ± 0

FCT720
FCT720-HT

525 ± 1
654 ± 4

707 ± 3
758 ± 1

19 ± 1
27 ± 0

79 ± 1
80 ± 1

FCT790
FCT790-HT

544 ± 0
646 ± 3

676 ± 0
739 ± 4

20 ± 0
25 ± 1

77 ± 0
80 ± 1

As mentioned previously, the induction heat treatment has considerable effects on tensile
properties. Higher yield strength and tensile strength values were clearly observed after rapid
heating. These improvements were observed for every Fast Cooling Temperature. The results shown in
Figure 3b suggest that the observed improvement is more relevant for the yield strength. Enhancements
of yield strength of 102, 129 and 137 MPa were promoted through the application of induction heating,
for a FCTs of 790, 720 and 650 ◦ C, respectively. The increment caused by induction treatment was
shown to vary depending on the Fast Cooling Temperature and, therefore, the resulting microstructure
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(ferrite or bainite). A more relevant yield strength improvement due to induction heating was reached
as the FCT decreased. Even though the beneﬁts of induction heating were shown to be more important
in terms of yield strength, tensile strength is also improved after applying a fast heating up to 710 ◦ C.
For example, by using a Fast Cooling Temperature of 720 ◦ C, a TS values of 707 and 758 MPa were
measured for the FCT720 and FCT720-HT samples, respectively.
Regarding the effect of FCT on the tensile behavior of the heated samples, it was observed that
FCT does not affect tensile properties noticeably. YS and TS values remained approximately constant
across the entire range of Fast Cooling Temperatures. Close yield strength values of 646 and 632 MPa
were obtained, decreasing the FCT from 790 to 650 ◦ C. Therefore, it was possible to attain similar
tensile properties for the different microstructures after applying the induction heating process.
Figure 4 shows the yield to tensile strength ratio as a function of the FCT for the samples prior to
induction treatment and for the heated samples. The YS/TS ratio ranged between 0.74 and 0.87, which
is in line with previously reported values for low carbon microalloyed steels [1]. In both the FCT and
FCT-HT conditions, the YS/TS ratio increased as the FCT increased from 650 to 790 ◦ C, and the increment
was more relevant for the samples without induction heat treatment. This trend is attributed mostly to
the improvement in yield strength that was observed after the increment in FCT. Regarding the effect
of the induction treatment, when a Fast Cooling Temperature of 720 ◦ C was used, the yield to tensile
strength ratio increased considerably from 0.74 to 0.86 after applying the heat treatment. This significant
increment in the YS/TS ratio can be explained by several factors—the modification of the microstructure
and strengthening due to fine precipitation—which contribute more significantly to YS than to TS.
800
Yield Strength - Tensile Strength (MPa)

800

Stress (MPa)

600

400

800

700

FCT650
FCT650-HT
FCT720
FCT720-HT
FCT790
FCT790-HT

600

200

FCT650
FCT650-HT
FCT720
FCT720-HT
FCT790
FCT790-HT

500

400
0

0.01

0.02

0.03

0.04

0.05

0
0

0.1

Strain (%) 0.2
Elongation

Tensile
Strength

700

600

Yield
Strength

500

FCT Tensile Strength
FCT-HT Tensile Strength
FCT Yield Strength
FCT-HT Yield Strength

400
580

650
720
790
Fast Cooling Temperature (ºC)

0.3

(a)

860

(b)

Figure 3. (a) Engineering tensile curves obtained for all of the Fast Cooling Temperatures (FCTs).
Tensile curves measured before (FCT) and after induction heat treatment (FCT-HT) have been included.
(b) Evolution of yield strength and tensile strength as a function of the Fast Cooling Temperature
(samples obtained before and after induction treatment).

Yield Strength / Tensile Strength

1

0.9

0.8

0.7
FCT
FCT-HT
0.6
580

650
720
790
Fast Cooling Temperature (ºC)

860

Figure 4. Evaluation of the effect of the induction heat treatment and the FCT on the yield/tensile
strength ratio.

161

Metals 2018, 8, 694

3.2. Microstructural Features and Unit Sizes
In order to understand the reasons for the observed improvement caused by induction heat
treatment, a detailed microstructural characterization based on grain size, dislocation density, and
precipitation was performed. In Figure 5, FEG-SEM micrographs related to the different FCTs (790,
720, and 650 ◦ C) are presented. Figure 5a–c show the microstructures formed before (FCT samples)
induction treatment, while Figure 5d–f illustrate the microstructural features of the samples obtained
after rapid heating (FCT-HT samples). In the current work, the ISIJ Bainite Committee classiﬁcation
was used to designate the observed phases [14]. By analyzing the microstructures obtained after
the continuous cooling to room temperature (FCT samples), completely different transformation
products were distinguished depending on the FCT. For the highest FCT of 790 ◦ C, mainly a ferritic
microstructure was observed, in conjunction with martensite–austenite (MA) islands. When an
intermediate FCT was applied (720 ◦ C), the microstructure was composed of PF (polygonal ferrite), QF
(quasipolygonal ferrite), GF (granular ferrite) and MA islands. For the lowest FCT, a mixture between
the QF, GF, and MA islands was detected. The micrographs shown in Figure 5 clearly exhibit that
microstructural reﬁnement can be achieved by decreasing the Fast Cooling Temperature.
FCT-HT

(a)

(d)

(b)

(e)

(c)

(f)

FCT650

FCT720

FCT790

FCT

Figure 5. FEGSEM (ﬁeld-emission gun scanning electron microscopy) micrographs corresponding to
every Fast Cooling Temperature and both (a–c) FCT and (d–f) FCT-HT samples: (a,d) FCT790, (b,e)
FCT720 and (c,f) FCT650.
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When the microstructures obtained before and after induction treatment were compared,
optical microscopy suggested that induction heating does not signiﬁcantly modify the resulting
microstructures. No considerable microstructural changes were observed during induction heat
treatment. Either way, a more detailed analysis of secondary phases was required due to the presence
of complex transformation products. In Figure 6, several FEGSEM micrographs obtained after FCTs
of 790 ◦ C (a,b), 720 ◦ C (c,d), and 650 ◦ C (e,f) can be compared. For the FCT790 condition, the
images show that the secondary phase morphology was strongly modiﬁed during induction treatment.
Prior to heat treatment, martensite–austenite (MA) islands were observed as the secondary phase,
whereas in the induction heated sample, cementite particles were detected instead of MA islands.
Similar phenomena can be noticed for the lowest Fast Cooling Temperature. Partial dissolution of
the MA islands formed before treatment occurred during induction heat treatment, which is in line
with previously published studies [9,15]. Xie et al. [15] claimed that after conventional tempering, the
MA islands decomposed, and cementite was formed. Furthermore, they concluded that an increment
in the tempering temperature promotes more relevant MA decomposition with smaller cementite
particles, ensuring a signiﬁcant enhancement of toughness properties. This modiﬁcation also affects
tensile curves, as observed in Figure 3b. The dissolution of MA islands affected the shape modiﬁcation
of tensile curves in the FCT790 condition, changing from a continuous yielding to a discontinuous one.
FCT-HT

(a)

(d)

(b)

(e)

FCT720

FCT790

FCT

Figure 6. Cont.
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(c)

(f)

Figure 6. FEGSEM micrographs (higher magniﬁcations) corresponding to every Fast Cooling
Temperature and both (a–c) FCT and (d–f) FCT-HT samples: (a,d) FCT790, (b,e) FCT720 and
(c,f) FCT650.

In order to resolve microstructural features that cannot be suitably resolved by conventional
characterization procedures, such as optical and FEGSEM microscopy, an additional crystallographic
characterization by means of EBSD technique was performed for all cases. As an example, Figure 7
presents EBSD maps corresponding to FCT790 and FCT650 conditions. To obtain further information
concerning the phase morphology for each type of microstructure, the image quality and inverse
pole ﬁgure are superimposed in both cases. By analyzing the results shown in Figure 7, completely
different EBSD maps can be observed. When a high FCT is applied, polygonal ferrite grains were
distinguished, whilst after a low FCT, non-polygonal, bainitic morphologies were detected. Moreover,
a more pronounced substructure was shown for the FCT650 sample, a characteristic of mainly bainitic
microstructures. In addition, the microstructural reﬁnement due to FCT reduction was clearly evident.
A signiﬁcantly ﬁner microstructure was achieved for the lowest FCT of 650 ◦ C.

(a)

(b)

Figure 7. Image quality and inverse pole ﬁgure (IPF) maps corresponding to the samples without
induction heat treatment: (a) FCT790 and (b) FCT650.

In the current work, low and high angle misorientation unit sizes were measured [16], considering
2◦ and 15◦ misorientation criteria, respectively. In the grain boundary maps, low and high angle
boundaries are shown with red and black lines, respectively. Low angle boundaries are supposed to
contribute to tensile properties owing to their opposition to dislocation movement, while high angle
boundaries are assumed to be suitable for controlling crack propagation. Figure 8 illustrates several
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grain boundary maps for different types of microstructures (ferrite, ferrite/bainite, and bainite, for
FCT790, FCT720, and FCT650, respectively). As expected, the variation in the Fast Cooling Temperature
noticeably affected the microstructure morphology. When FCT decreased more, non-polygonal
transformation products were detected and this was reﬂected in an increase in the content of low
angle boundaries drawn in red. Moreover, ﬁner microstructures were observed as the FCT decreased,
which were associated with the formation of more bainitic phases. When the EBSD maps drawn for
the samples obtained before and after induction treatment were compared, no signiﬁcant differences
were observed between the different types of microstructure (ferrite, ferrite/bainite, and bainite).
In Figure 9a, the effect of the Fast Cooling Temperature on the mean unit size was evaluated
for both low and high angle misorientation criteria. The trends suggest that the reduction of FCT
from 790 to 720 ◦ C ensures microstructural reﬁnement (considering both misorientation criteria).
Taking into account high angle misorientation criteria, the mean unit size decreased from 6 to 2.9 μm
when the FCT reduced from 790 to 720 ◦ C. This behavior could be attributed to the modiﬁcation of the
microstructure from mainly ferritic phases to mixtures between polygonal ferrite and bainitic phases,
such as quasipolygonal ferrite (QF) and granular ferrite (GF). Nevertheless, similar mean unit sizes
were measured for FCTs of 720 ◦ C and 650 ◦ C.
Besides the evaluation of the inﬂuence of FCT on crystallographic unit sizes, an analysis of the
potential of induction heating on the mean unit size was also carried out. Taking into account the low
angle misorientation criterion, no signiﬁcant variation in the mean unit size was observed. Similar
mean unit sizes were measured prior to and after induction treatment. However, when the high
angle misorientation criterion was analyzed, ﬁner microstructures were measured after induction heat
treatment. This trend was observed for every Fast Cooling Temperature. For example, mean grain
sizes (considering the high angle misorientation criteria) of 6.21 and 4.67 μm were measured for the
FCT720 and FCT720-HT samples, respectively. This effect could be related to the abovementioned
decomposition of the secondary phases during rapid heating (see Figure 6).
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(e)

(f)

Figure 8. Grain boundary maps (red lines between 2◦ and 15◦ , black lines > 15◦ ) corresponding to the
samples obtained before (FCT in (a,c,e)) and after induction treatment (FCT-HT in (b,d,f)) and under
different conditions: (a,b) FCT790 and (c,d) FCT720 and (e,f) FCT650.

In addition to analyzing the evolution of the mean grain size, an evaluation of microstructural
heterogeneity was carried out. For that purpose, the ratio between the 20% critical grain size (Dc20%)
and the high angle mean grain size (D15◦ ) was estimated and plotted as a function of FCT in Figure 9b.
In a grain size distribution, Dc20% is known as the cutoff grain size at the 80% area fraction and is able
to evaluate the length of the grain size distribution tail [17]. Given that the presence of coarse grains
affects the toughness properties, the evaluation of heterogeneity is crucial. Looking at Figure 9b, a
clear effect of the microstructure on Dc20%/D15◦ can be observed. An increment in the Dc20%/D15◦
value occurred as the FCT decreased from 790 to 650 ◦ C. This could be associated with the formation
of more bainitic phases when a low Fast Cooling Temperature was used [18,19]. Nevertheless, no
signiﬁcant effect of rapid heating on heterogeneity was observed when the FCT and FCT-HT results
were compared. Similarly, the Dc20%/D15◦ ratio was measured before and after induction treatment.
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Figure 9. (a) Inﬂuence of the Fast Cooling Temperature and the induction heat treatment on the
average unit size, using different threshold misorientation criteria: low angle (2◦ ) and high angle (15◦ )
boundaries. (b) Effect of FCT on the on Dc20%/D15◦ .

To further understand the differences observed in Figure 9a, an evaluation of the effect of induction
treatment on the density of high and low boundaries was performed. For that purpose, the grain
boundary lengths per unit area for both high angle (HAGB) and low angle (LAGB) grain boundaries
were calculated. High and low angle grain boundary lengths per unit area are plotted for all of the
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FCT and FCT-HT conditions in Figure 10. Regarding the low angle boundary length, no clear effect of
fast heating was observed. This trend could explain the similar mean unit size measured for low angle
boundaries before and after induction heat treatment (see Figure 9a). Huang et al. [20] also observed a
negligible effect of recovery in bainitic microstructures during tempering. Conversely, for high angle
boundaries, higher grain boundary lengths were estimated after HT, reﬂecting that a higher density
of HAGB was obtained. The decomposition of MA islands during induction treatment can cause the
formation of new ﬁne grains, leading to an increment of high angle boundaries and a reﬁnement of
mean unit sizes (considering boundaries higher than 15◦ ) after rapid heating (see Figure 9a).
From the EBSD analyses and using ϑ as the Kernel Average Misorientation (KAM) parameter,
dislocation density was estimated for the different conditions. A deeper description of the followed
methodology was shown in recent works [10,21]. For that purpose, in Figure 11a,c,e Kernel maps
corresponding to FCT790, FCT720, and FCT650 (without heat treatment) are compared. Additionally,
in Figure 11b,d,f, images corresponding to the HT samples are shown. Regarding the Fast Cooling
Temperature, the lower FCT caused an increment in the dislocation density. The formation of more
bainitic phases in the lowest FCT resulted in higher ϑ values. No considerable effect of induction
treatment was observed when kernel maps obtained from the samples without and after heat treatment
were compared. This trend was observed in both ferritic and bainitic microstructures. For example, ϑ
values of 1.06 and 1.09◦ were quantiﬁed for FCT790 and FCT790-HT conditions, respectively (leading
to dislocation density, ρ, values of 1.95·1014 m−2 and 2·1014 m−2 ).
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Figure 10. Grain boundary length per unit area as a function of the FCT. Results concerning high and
low angle grain boundaries (HAGB and LAGB) are included.
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(d)
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Figure 11. Kernel maps corresponding to the samples obtained before (FCT in (a,c,e)) and after
induction treatment (FCT-HT in (b,d,f)) at different conditions: (a,b) FCT790 and (c,d) FCT720 and
(e,f) FCT650.

In Figure 12, dislocation density measurements are represented as a function of the Fast Cooling
Temperature for both FCT and FCT-HT conditions. Dislocation density values varied from 0.98·1014
m−2 to 2·1014 m−2 depending on the FCT and the applied cycle. When the FCT decreased from 790 to
720 ◦ C, the formation of more bainitic microstructures with higher dislocation densities was shown
(ρ increased from 1.03·1014 m−2 to 1.82·1014 m−2 ). However, the dislocation density remained nearly
constant for FCT720 and FCT650. As mentioned previously, induction heating does not considerably
affect the dislocation density, and similar values were quantiﬁed for the samples obtained before and
after the rapid heating step. Therefore, it can be concluded that there is a lack of microstructural
variation in terms of dislocation density during induction heat treatment for the entire range of Fast
Cooling Temperatures (for every microstructure). Similar behavior has already been reported in other
studies [20], in which no effect of tempering on dislocation density was observed for mainly granular
bainitic microstructures.
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Figure 12. Inﬂuence of Fast Cooling Temperatures and induction heat treatment on dislocation density.

3.3. Precipitation Analysis
In order to evaluate the effect of FCT on precipitation as well as the inﬂuence of induction heat
treatment, samples obtained before and after heat treatment were analyzed by TEM. Regarding the
effect of the Fast Cooling Temperature and, therefore, the resulting microstructures, Figure 13a,b
show the TEM micrographs corresponding to FCT790 and FCT650. From comparing both images, it
is evident that FCT signiﬁcantly modiﬁes the precipitation taking place during continuous cooling
after hot rolling [22]. When a high FCT of 790 ◦ C is applied, interphase precipitation was clearly
observed, while in the lowest FCT of 650 ◦ C, low density of ﬁne precipitates was detected. Therefore,
the increment of FCT promotes the formation of a higher fraction of ﬁne precipitates, ensuring a more
pronounced strengthening contribution due to ﬁne precipitation [23]. EDS analyses showed that the
precipitates were Ti- and Mo-containing carbides [24]. It has been reported that the considerable
strengthening effect observed in Ti–Mo microalloyed steels is attributed to the superior coarsening
resistance of the (Ti, Mo)C carbide as compared to other carbides, such as TiC and (Ti, Nb)C [4].
In order to evaluate the hardening associated with the presence of ﬁne particles, the precipitate size
was measured for both FCT790 and FCT650 conditions, and the results are shown in Figure 13a,b.
To quantify of precipitate size, particles smaller than 10 nm were taken into account, as they are
supposed to be more efﬁcient in terms of precipitation hardening. In Figure 13c, the precipitate size
distributions (in terms of accumulated frequency) are presented for both FCTs. The results suggest that
slightly ﬁner precipitates formed as the FCT decreased. Mean precipitate sizes (Dppt) of 6.9 and 6.2 nm
were quantiﬁed for FCT790 and FCT650 samples, respectively. Nevertheless, as mentioned previously,
noticeably higher precipitate concentrations were distinguished for the FCT of 790 ◦ C compared to
650 ◦ C (see Figure 13a,b). In Ti–Mo microalloyed steels, the important contribution of ﬁne precipitation
has already been reported in several studies, and not just for plate hot rolling. In thin strip products,
signiﬁcant precipitation hardening can be achieved through an adequate coiling strategy [2,5,25].
Figure 14a–c show TEM micrographs at high magniﬁcations in relation to the specimens obtained
before heat treatment and the different Fast Cooling Temperatures. Moreover, in Figure 14d–f, the
images corresponding to the heated samples are included for each FCT. By analyzing the micrographs
corresponding to the samples without HT, as observed previously, the analysis using TEM suggests
that the modiﬁcation of FCT affects the size and the density of ﬁne precipitates. As observed in
Figure 13, for the highest FCTs (790 ◦ C), the formation of aligned precipitates (interphase precipitation)
was conﬁrmed. However, at the intermediate FCT of 720 ◦ C, random precipitation was clearly
observed. When the lowest FCT of 650 ◦ C was used, low precipitate fractions were shown. Therefore,
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lower precipitate densities were detected with a decreasing FCT. This could justify the yield strength
enhancement that was previously observed when the FCT increased from 650 to 790 ◦ C (see Figure 3).
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Figure 13. Thin foil TEM micrographs for the samples without induction treatment: (a) FCT790 and (b)
FCT650. (c) Inﬂuence of the Fast Cooling Temperature on the precipitate size distribution (representing
accumulated frequency).

Concerning the effect of induction heating on the strengthening due to precipitation, signiﬁcantly
higher precipitate densities were observed in the heated specimens than in the samples without heat
treatment. In addition to interphase precipitates, random precipitates were observed in the ferritic
microstructure obtained in the FCT790-HT condition. After an intermediate FCT of 720 ◦ C, a higher
density of ﬁne precipitates was observed in the heated sample than in the sample obtained prior to
heat treatment. Nevertheless, when a mainly bainitic microstructure formed at FCT650, the induction
treatment promoted the formation of a more relevant precipitation. A higher precipitate concentration
was observed in the FCT-HT sample compared to the FCT condition [9,15].
Quantiﬁcation of the mean precipitate sizes was performed for all of the generated microstructures.
In Figure 15, the evolution of the mean precipitate size as a function of the Fast Cooling Temperature
was plotted for both FCT and FCT-HT conditions. In terms of the effect of FCT, as mentioned before,
slightly ﬁne mean precipitate sizes were achieved as the FCT decreased. Similar trends were observed
for the samples obtained before and after induction treatment. The results shown in Figure 15 suggest
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that rapid heating led to the formation of ﬁner precipitates, mainly in the bainitic matrix formed at the
lowest FCT of 650 ◦ C. Therefore, ﬁner precipitates were formed during rapid heating mainly for the
FCT650 condition. For example, for the FCT of 650 ◦ C, Dppt values of 6.2 and 4.9 nm were measured
for the FCT and FCT-HT conditions. In addition to the precipitate reﬁnement, for both the ferritic and
bainitic matrices, a higher concentration of ﬁne precipitates was detected after heat treatment, ensuring
a higher strengthening contribution owing to precipitation (see TEM micrographs shown in Figure 14).

FCT-HT

(a)

(b)

(c)

(d)

(e)

(f)

FCT650

FCT720

FCT790

FCT

Figure 14. Thin foil TEM micrographs for the entire range of Fast Cooling Temperatures and both
(a,c,e) FCT and (b,d,f) FCT-HT conditions: (a,b) FCT790, (c,d) FCT720 and (e,f) FCT650.
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Figure 15. Mean precipitate sizes (Dppt) as a function of FCT. Measurements carried out in the FCT
and FCT-HT samples have been included.

3.4. Interactions between Microstructure and Tensile Properties
In the current work, the yield strength was estimated according to Equation (1), in which a linear
sum of the different strengthening contributions was considered (solid solution, grain size, dislocation
density, presence of MA islands, and precipitation):
σy = σ0 + σss + σgs + σρ + σMA + σppt .

(1)

Given the limitations in the estimation of an accurate precipitate volume fraction, the term related
to ﬁne precipitation was estimated by subtracting the hardening due to the rest of the contributions
from the experimental yield strength values. A more detailed explanation of the approaches as well as
the methodology followed are be found in references [5,10].
In Figure 16, the contribution of the different hardening mechanisms is plotted for all the
microstructures obtained from the different FCTs. Figure 16 indicates that the most important
strengthening mechanism is the grain size. The analysis of the results concerning the samples without
rapid heating showed that higher grain size contributions were measured as the FCT decreased.
The formation of more bainitic matrices implies an increment in the term related to the dislocation density.
Higher contributions for dislocation strengthening were achieved as the FCT decreased. The results
plotted in Figure 16 also suggest that higher precipitate contributions were measured for the highest FCT
of 790 ◦ C. Precipitation hardening values of 113, 75, and 0 MPa was calculated for FCT790, FCT720, and
FCT650, respectively. This is in line with the previously shown precipitation characterization, in which a
higher precipitate density was detected in FCT790 compared to in the FCT720 and FCT650 conditions.
The data plotted in Figure 16 facilitates an evaluation of the inﬂuence of induction treatment on
the strengthening mechanisms. Regarding the contribution related to grain size, slightly higher terms
were estimated after rapid heating for every FCT and microstructure. This can be explained by the
partial decomposition of the formed MA islands that takes place during heat treatment. However, no
signiﬁcant effect of heat treatment on dislocation density was detected. Similar dislocation density
terms were estimated before and after HT. On the other hand, fast heating led to the reduction of the
strengthening caused by MA islands, due to the partial dissolution of the secondary phase that occurs
during treatment. In terms of the inﬂuence of heat treatment on precipitation, a higher hardening
effect due to ﬁne precipitates is estimated after induction treatment. When mainly ferritic phases
are predominant (HT790), strengthening due to ﬁne precipitation improved by about 95 MPa after
induction treatment. Nevertheless, when more bainitic microstructures formed (HT650), an increment
of yield strength of approximately 133 MPa was achieved through rapid heating. Therefore, it can be
claimed that tensile property enhancement is more pronounced for bainitic microstructures than for
ferritic microstructures. The high dislocation density that is typical of bainitic microstructures offered
nucleation sites for precipitate to form during the fast heating.
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Figure 16. Individual strengthening contributions (grain size, dislocations, MA islands, precipitation
and composition) for every microstructure (ferrite, ferrite/bainite and bainite, for FCT790, FCT720
and FCT650, respectively) and the samples obtained before (FCT) and after (FCT-HT) induction
heat treatment.

3.5. Effect of Induction Strengthening on Toughness Properties
The improvement in tensile properties can impair toughness properties, mainly when precipitation
hardening is the mechanism behind the strengthening. Therefore, an evaluation of the link between
induction heating, microstructural parameters, and impact properties was carried out. Additionally, the
effect of the initial microstructure morphology (ferritic or bainitic) on toughness property impairment
was evaluated.
In the current work, Charpy tests were performed for the two extreme conditions of FCT790
and FCT650. In Figure 17, the Charpy curves obtained for the microstructures without treatment and
treated samples are shown for both microstructure types (ferritic and bainitic in FCT790 and FCT650).
In Figure 17a, the absorbed energy is plotted for the mentioned conditions, while Figure 17b shows the
ductile fraction as a function of the test temperature.
Concerning the microstructures obtained before induction treatment (FCT samples), the results
plotted in Figure 17a suggest that the initial microstructure strongly affects impact properties.
Considerably lower impact transition temperatures were obtained when a low Fast Cooling
Temperature of 650 ◦ C was applied. Therefore, the formation of more bainitic phases in the FCT650
condition promotes the enhancement of toughness properties. The observed deterioration in toughness
behavior in the FCT790 sample can be attributed mainly to the formation of coarser microstructures,
the presence of MA islands, as well as the formation of a high density of ﬁne precipitates (see the
interphase precipitation shown in Figure 14a). This observation was also conﬁrmed by the evolution
of the ductile fraction presented in Figure 17b.
Regarding the inﬂuence of heat treatment on toughness properties, different trends were observed
depending on the Fast Cooling Temperature and consequently, the initial microstructure type. For the
mainly ferritic microstructure formed in FCT790, rapid heating did not signiﬁcantly affect Charpy
curves. Similarly, the absorbed energy evolution was clearly observed for both FCT790 and FCT790-HT
conditions. Nevertheless, when bainite was the predominant phase in the microstructure prior
to induction treatment (using a lower FCT of 650 ◦ C), a considerable deterioration in toughness
was observed. The impact transition curve (absorbed energy and ductile fraction, in Figure 17a,b,
respectively) shifted to higher temperatures. This could be associated with the tensile property
improvement mainly due to precipitation strengthening by the induction heat treatment in bainitic
microstructures. Therefore, the ﬁne precipitation that takes place during induction treatment could
damage toughness properties. Therefore, the impact property impairment caused by rapid heating
was more pronounced for the bainitic matrix compared to the mainly ferritic microstructures.
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Figure 17. Comparison between Charpy curves corresponding to FCT650, FCT650-HT, FCT790 and
FCT790-HT: (a) absorbed energy and (b) ductile fraction as a function of the test temperature.

In a recent study, the proposed empirical DBTT (50% ductile–brittle appearance transition
temperature) equation (Equation (2)) was extended from Nb and Nb-Mo microalloyed steel to Ti-Mo
microalloyed steel [5], where a considerably higher contribution of ﬁne precipitation and dislocation
density was observed.
0.5

1
+ 15( pct Pearlite + pct MA) 3 +
DBTT (◦ C) = −11Mn + 42Si + 700 N f ree
0.5

0.26Δσy − 14(D15◦ )−0.5 + 63 Dc20%
+ 18( D MA )0.5 − 42.
D15◦

(2)

Hardening due to solid solution is included in the ﬁrst two terms. Nitrogen is assumed to be zero,
due to the hyperstoichiometric composition of Ti–Mo steel. The contribution of the secondary phase
is considered through the fraction of pearlite and MA islands, as well as the size of the MA islands
(DMA ). The evaluation of heterogeneity is introduced by including the Dc20%/D15◦ factor, reported in
Figure 9b. Figure 18a shows the comparison between the experimental DBTT and the estimated DBTT
values obtained from Equation (2) for all of the conditions shown in Figure 17. In addition, the results
obtained in previously published works [5,10,17] have been included in Figure 18a. The comparison
presented in Figure 18a suggests that a reasonable estimation of DBTT values can be reached using
Equation (2) for all the conditions analyzed in the current work.
By using Equation (2), the estimation of individual contributions can be estimated. In Figure 18b, the
contribution of each microstructural parameter is plotted for all of the conditions (FCT650, FCT650-HT,
FCT790 and FCT790-HT). Besides the individual contributions to DBTT, the calculated DBTT value from
Equation (2) is represented in the graph. The results showed that the term related to grain size together
with the compositions are the only mechanisms that ensure an improvement in toughness properties.
Moreover, the contribution related to grain size is the most relevant term of all the conditions. The terms
associated with secondary phases varied significantly depending on the condition. Slightly higher
secondary phase contributions were estimated for ferritic microstructures (FCT of 790 ◦ C) than for bainitic
microstructures. Concerning the effect of induction treatment, when a low Fast Cooling Temperature of
650 ◦ C was used, a lowering of the secondary phase term was observed after rapid heating. This could be
associated with the abovementioned decomposition of the secondary phase during induction treatment.
Regarding Δσy (fine precipitation + dislocation density), it is clear that the detrimental effect of Δσy was
more pronounced under FCT-HT conditions than under FCT conditions. In this case, the main mechanism
that worsens transition temperatures is fine precipitation. For example, the contributions of Δσy were
about 27 and 62 ◦ C, in the FCT650 and FCT650-HT conditions, respectively. Finally, the term due to
heterogeneity is relevant under all conditions, varying from 107 to 138 ◦ C. As observed in Figure 18b,
slightly higher terms were estimated when bainitic phases were predominant (FCT of 650 ◦ C) compared
to mainly ferritic microstructures (FCT of 790 ◦ C).
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Figure 18. (a) Comparison between experimental and calculated DBTT values predicted by Equation
(2). The data reported by Isasti et al. [17] and Larzabal et al. [5,10] have been included in the graph.
(b) Estimated contributions (solid solution, secondary phases, dislocation + precipitation, grain size
and heterogeneity) to the DBTT for every condition and comparison with experimental values.

To further evaluate the inﬂuence of the different metallurgical parameters, such as solid
solution, secondary phase, dislocation, precipitation, grain size and heterogeneity, on yield strength
and DBTT values, the vector diagram proposed by Gladman [26] was built. These diagrams
summarize the different strengthening strategies that can be followed in the industry to achieve
the required mechanical properties and to evaluate the balance between strength and toughness.
The strengthening/embrittlement terms related to ach mechanism and the sum of all the contributions
are represented in Figure 19. Figure 19a,b show the effect of induction treatment for both the ferritic
(FCT790) and bainitic (FCT650) microstructures. The dotted lines are related to the microstructures
without rapid heating, whereas continuous line vectors consider the contributions associated with
treated microstructures. These diagrams summarize the different strategies and strengthening patterns
that can be followed in industry to achieve the required mechanical properties and to evaluate the
balance between strength and toughness. The differences between the samples before and after
induction treatment that have already been highlighted are conﬁrmed in the charts, such as the
microstructural reﬁnement effect, second phase dissolution, and/or heterogeneity. However, deﬁnitely,
the effect of precipitation strengthening after rapid heating is the most relevant for both types of
microstructures to achieve higher strengthening levels with a relatively low toughness impairment.
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Figure 19. Relative contribution of each metallurgical parameter (grain size, solid solution, dislocations,
martensite/austenite (MA) fraction, MA size, heterogeneity and precipitation) on both strength and
toughness properties. FCT and FCT-HT conditions are compared for both types of microstructures: (a)
ferritic in FCT790 and (b) bainitic in FCT650.

175

Metals 2018, 8, 694

4. Conclusions
The suitability of titanium–molybdenum microalloyed steels for post-rolling induction
strengthening was conﬁrmed. This strengthening is relevant both for ferritic and bainitic
microstructures. Additional precipitation strengthening was achieved through the formation of
ﬁne nanosized precipitates during induction heat treatment. The results suggest that tensile property
improvement caused by induction treatment is more relevant in bainitic microstructures compared
to ferritic microstructures. This fact can be attributed to the higher dislocation density of the bainitic
microstructure that provides more nucleation sites for carbides to form during induction treatment.
No signiﬁcant microstructural changes were observed in terms of grain size and dislocation density
after induction heating.
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Nomenclature
σy
σ0
σss
σgs
σρ
σppt
σMA
D2◦
D15◦
Dc20%
ϑ
ρ
Dppt
Mn
Si
Nfree
pct pearlite
pct MA
DMA
Δσy

Yield Strength
Lattice friction stress
Strengthening contribution due to solid solution
Strengthening contribution due to grain size
Strengthening contribution due to dislocations
Strengthening contribution due to precipitation
Strengthening contribution due to MA islands
Mean unit size using the 2◦ high angle boundary criterion
Mean unit size using the 15◦ high angle boundary criterion
20% critical grain size
Kernel average misorientation
Dislocation density
Mean precipitate size
Manganese content (wt%)
Silicon content (wt%)
Free nitrogen (wt%)
Volume fraction of pearlite
Volume fraction of MA islands
MA island mean size
Yield strength increment due to dislocation and precipitation
strengthening (σρ + σppt) )
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Abstract: Nb–Mo low-alloyed steels are promising advanced high strength steels (AHSS) because of
the highly dislocated bainitic ferrite microstructure conferring an excellent combination of strength
and toughness. In this study, the potential of precipitation strengthening during coiling for hot-strip
Nb–Mo-bearing low-carbon steels has been investigated using hot-torsion and aging tests to simulate
the hot-rolling process including coiling. The obtained microstructures were characterized using
electron backscatter diffraction (EBSD), highlighting the effects of Nb and Mo additions on formation
and tempering of the bainitic ferrite microstructures. Further, the evolution of nanometer-sized
precipitates was quantiﬁed with high-resolution transmission electron microscopy (HR-TEM).
The resulting age hardening kinetics have been modelled by combining a phenomenological
precipitation strengthening model with a tempering model. Analysis of the model suggests a narrower
coiling temperature window to maximize the precipitation strengthening potential in bainite/ferrite
high strength low-alloyed (HSLA) steels than that for conventional HSLA steels with polygonal
ferrite/pearlite microstructures.
Keywords: advanced high strength steels; HSLA steels; precipitation strengthening; tempering;
bainitic ferrite; EBSD; austenite-to-ferrite transformation; hot-torsion test; coiling simulation

1. Introduction
High strength low-alloyed (HSLA) and similar microalloyed low-carbon steels have been
developed since the 1960s and their production continuously increases, especially for automotive
and pipeline industries, because of their high strength, excellent ductility, and good weldability [1–3].
Originally the high strength of these steels was obtained by a combination of reﬁning the ferrite-pearlite
microstructure and precipitation hardening due to adding microalloying elements such as Nb, V,
or Ti [1,4]. Optimizing the coil cooling process is critical to realize the precipitation strengthening
potential in hot band. Models have been developed to predict the precipitation behavior for these
conventional HSLA steels [4,5].
Nowadays there is a strong driving force to develop new advanced high strength steels (AHSS)
to meet the future challenges in the automotive, energy and construction sectors [2,6]. In particular,
Nb-Mo-bearing HSLA steels offer a tremendous opportunity to develop high-performance steels
with increased strength [7–10]. Nb is known to be a powerful microalloying element to
Metals 2018, 8, 758; doi:10.3390/met8100758

179

www.mdpi.com/journal/metals

Metals 2018, 8, 758

accumulate strain in austenite by delaying recrystallization because of solute drag and/or
strain-induced precipitation [11–13]. Mo addition affects considerably the austenite-to-ferrite
transformation by delaying polygonal ferrite formation, inhibiting pearlite and promoting bainite
formation [7,8,14]. The high dislocation density and the resulting ﬁne substructure signiﬁcantly
increases the strength of these steels. In addition to transformation hardening, the precipitation
strengthening potential of Nb–Mo HSLA steels have been observed to be substantial [8,14]. Indeed,
in highly dislocated ferrite or bainite, precipitation occurs on dislocations [9,15,16]. The precipitation
strengthening is thus expected to be promoted as compared to polygonal ferrite by a higher precipitate
density as the dislocation density increases [8,14]. In addition, Mo has a supplementary potential for
precipitation strengthening by increasing the volume fraction of precipitates as (Nbx , Mo1−x ) (CN)
mixed carbides or carbo-nitrides have been observed [8,9].
The goal of this study is to develop a precipitation strengthening model for hot-rolled Nb–Mo
HSLA steels applicable to industrial coiling conditions. Four low-carbon steels with various levels
of Nb and Mo content were investigated. Laboratory hot-torsion tests were performed to simulate
the hot-rolling process. The hardening potential was assessed performing aging at typical coiling
temperatures. Systematic electron backscatter diffraction (EBSD) and high-resolution transmission
electron microscopy (HR-TEM) studies were conducted to capture the microstructure and precipitation
changes. A ﬁrst version of the precipitation strengthening model using the approach used for
conventional HSLA steels [5] has been presented previously [17], in which tempering of the
bainitic-ferrite microstructure during aging was not considered even though it appears to have
a non-negligible effect on the resulting mechanical properties [18]. The present paper provides the
detailed microstructure analyses for tempering and coiling simulations at various temperatures to
assess the microstructure contribution to mechanical properties as well as a revised age hardening
model that considers both precipitation and transformation hardening contributions. The proposed
modeling approach is validated with laboratory coil cooling simulations of the investigated Nb–Mo
HSLA steels.
2. Materials and Methods
The steel compositions are similar to those of typical industrially hot-rolled HSLA steels but with
systematic variations in the Nb and Mn contents, as listed in Table 1. The steels are laboratory steels
that were vacuum melted to produce 50 kg ingots from which torsion specimens were machined with
a gage section of 12.7 mm in length and a diameter of 10.3 mm.
Table 1. Chemical composition (wt.%) of the four investigated steels.
Steel

C

Mn

Si

Nb

Nb1

0.08

1.5

0.2

0.05

Mo
0

Nb1Mo1

0.08

1.5

0.2

0.05

0.1

Nb1Mo2

0.08

1.5

0.2

0.05

0.2

Nb2Mo2

0.08

1.5

0.2

0.1

0.2

The thermo-mechanical simulations are summarized in Figure 1. The as-received specimens were
subjected to hot-torsion tests using a DSI HTS 100 hot torsion tester (Dynamic Systems Inc., Poestenkill,
NY, USA) in order to simulate hot-rolling where the nominal deformation occurs within approximately
a layer of 1 mm from the sample surface [19]. The as-received samples were soaked at 1250 ◦ C for
15 min to dissolve the Nb and Mo containing precipitates, before undergoing 10 torsion passes at
a strain rate of 1/s between 1100 and 900 ◦ C, including three roughing passes (R1–R3) and seven
ﬁnishing passes (F1–F7) for a total strain of 3.2. The details of the hot-torsion test schedule are shown
in Table 2. Subsequently, different cooling strategies were employed to produce (i) as-quenched (AQ),
i.e. under-aged, specimens and (ii) coil cooling simulated specimens. In the ﬁrst test series (path 1 in
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Figure 1), the primary goal of the hot-torsion tests had been to create as-quenched specimens without
Nb and Mo containing precipitates but with a typical hot-strip rolling microstructure for subsequent
age hardening tests (path 2). The specimens were quenched with pressurized He-gas from 900 ◦ C to
400 ◦ C at an initial cooling rate of 40 ◦ C/s followed by air cooling to room temperature. In the second
series of hot torsion testing (path 3 in Figure 1), the specimens were cooled from 900 ◦ C to a designated
coiling temperature, Tc , in the range of 650 ◦ C to 500 ◦ C at a cooling rate of 40 ◦ C/s followed by cooling
at 0.5 ◦ C/min for 3 h to simulate coil cooling.

Figure 1. Summary of the various thermo-mechanical treatments employed in this study: path
1 for as-quenched condition, path 2 for isothermal age hardening treatments, and path 3 for
coiling simulation.
Table 2. Schedule for hot-torsion tests.
Pass

R1–R3

F1

F2

F3

F4

F5

F6

F7

Temperature (◦ C)

1100

1024

982

958

950

922

910

900

Strain (1 s−1 rate)

0.33 each

0.35

0.5

0.4

0.3

0.3

0.3

0.1

Interpass time (s)

10

4

2.4

1.6

1.2

0.8

0.6

-

The as-quenched specimens were then subjected to isothermal aging tests (see path 2 in Figure 1)
at three temperatures, i.e., 530 ◦ C, 580 ◦ C and 630 ◦ C, to cover the range of typical coiling temperatures.
Heat treatments were carried out in a tube furnace under argon atmosphere. The aging tests were
interrupted at pre-selected times to perform microhardness measurements at room temperature after
natural air cooling. The same sample is thus used to follow the entire aging kinetics for a given
temperature. The reported aging time, t, represents the cumulative effective time, not counting the
heating time, i.e. the time before the temperature of the sample reaches 20 ◦ C below the investigated
temperature. For each aging time, ten hardness measurements were made in the cross-section of the
specimen at 500 μm from the surface to avoid edge effects but to remain in the fully deformed area.
A load of 1 kgf was applied for 15 s, leading to an indent diagonal of order of 100 μm.
Electron backscatter diffraction (EBSD) mapping was conducted to characterize the microstructure
at 500 ± 200 μm from the sample surface in different conditions, i.e. as-quenched (AQ), peak-aged
(PA), over-aged (OA) and coil cooling simulated. SiC grinding papers and diamond polishing down to
1 μm were used for sample preparation, followed by electro-polishing performed at room temperature
using an electrolyte of 95% acetic and 5% perchloric acids, applying a voltage of 15 V for 30 s. EBSD
acquisition was performed in a Zeiss Sigma ﬁeld emission scanning electron microscope (SEM) using
an EDAX DigiView EBSD Camera (EDAX/Ametek, Draper, UT, USA) and TSL Orientation Imaging
Microscopy (OIM) software (Version 6.2, EDAX/Ametek, Mahwah, NJ, USA). A 20 kV accelerating
voltage and 60 μm aperture were set for the SEM parameters and a square grid with a step size of
0.2 μm for the EBSD scan. The possible phases selected for EBSD analysis were body-centered-cubic
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(BCC) and face-centered-cubic (FCC) structures corresponding to ferrite and austenite, respectively.
For data processing, high angle grain boundaries (HAGB) are deﬁned by disorientations higher than
15◦ , whereas low angle grain boundaries (LAGB) have disorientations between 2◦ and 15◦ [20]. Kernel
average misorientation (KAM) is used to measure lattice disorientation below 2◦ using all Kernel points
up to the second nearest neighbors. The martensite areas were not properly indexed because martensite
laths are highly dislocated and relatively small with respect to the applied step size. Martensite islands
appear on the inverse pole ﬁgure (IPF) maps as clusters of randomly oriented points [21] (see Figure 2a)
with low index quality (IQ) values [22] (see Figure 2b). A combination of both criteria was used to
determine potential martensite constituents (see Figure 2c). Clusters of low IQ (typically <0.35) with
a size of at least 0.2 μm2 (i.e., 5 pixels) are considered as martensite islands (see Figure 2d).

Figure 2. Example of electron backscatter diffraction (EBSD) analysis of martensite islands: (a) inverse
pole ﬁgure (IPF) map; (b) index quality (IQ) map; (c) clusters of randomly-oriented points with low IQ
values; and (d) clusters considered as martensite islands (>0.2 μm2 ) excluding grain boundary points.

The mean grain size of the microstructure is determined as the average equivalent area diameter
(EQAD), accounting for all microstructure constituents (i.e., irregular ferrite, martensite and austenite),
with a minimum disorientation between grains of 2◦ , as given by Equation (1):

EQAD2◦ = 2

A
π (n IF + n M + n RA )

(1)

where A is the investigated area and the ni (i = IF, M, RA) are the numbers of irregular ferrite (IF),
martensite (M) and retained austenite (RA) grains. No signiﬁcant difference of the EQAD values was
observed including or excluding the grains cut at the border of the map, because of a sufﬁciently large
number of grains in the investigated maps (>2000).
Further, selected high-resolution transmission electron microscopy (HR-TEM) studies were
conducted to characterize the precipitates at various aging stages. TEM specimens were prepared
by cutting discs at 0.5–1 mm from the edge of the torsion specimens, thinned mechanically down
to 0.06 mm, and then twin-jet electro-polished to perforation using a mixture of 5% perchloric
acid, 15% glycerol, and 80% ethanol at a potential of 35 V and a temperature of −2 ◦ C. TEM
observations were conducted using a Tecnai G2 F20 ﬁeld emission gun transmission electron
microscope (FEG-TEM) equipped with an energy dispersive spectrometer (EDS). The size measurement
of carbides was conducted by HR-TEM and at least 50 carbide particles were measured for each
condition. The specimens were tilted to the <100> zone axis to obtain Moiré fringes from the BCC matrix
and the (Nb,Mo)C particle. The crystallographic orientation relationship between the matrix and the
(Nb,Mo)C was determined by fast Fourier transformed (FFT) image and identiﬁed as the Baker-Nutting
orientation relationship (BN-OR), {100}α //{110}carbide , <100>α //<110>carbide , as usually observed
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for these carbides [8,9]. Based on the BN-OR, the (Nb,Mo)C carbides could be detected precisely and
their sizes could be measured accurately. The number density of carbides (the number of carbides
per unit volume of ferrite matrix, μm−3 ) for each steel was determined from 10 HR-TEM frames with
a total examined area of 10 μm2 . The thickness of the observed area was measured by using electron
energy-loss spectroscopy (EELS). EELS is an analysis of the energy distribution of electrons which
involves the inelastical scattering events. The inelastically scattered electrons with different energy
loss are categorized into the spectrum and the thin foil thickness, η, is obtained as η = λln(It /I0 ) where
I0 is the integrated intensity of the zero-loss peak, It is the total intensity and λ is the inelastic mean
free path of electrons.
3. Results and Discussion
3.1. Age Hardening Results
3.1.1. Hardness Kinetics
The age hardening curves at the three investigated temperatures are shown for the four steels
in Figure 3. Age hardening peaks are observed for all curves, due to the precipitation strengthening
effect, well-known in microalloyed steels [1]. The magnitude of the hardness peaks appears to be
independent of temperature for a given steel grade. The as-quenched and the peak hardness increase
with alloying content, as shown in Figure 4. The difference of peak and as-quenched hardness indicates
the apparent peak precipitation hardening increment, ΔH p , that increases from 22 HV for the Nb1 and
Nb1Mo1 steels, to 29 HV for the Nb1Mo2 steel and 30 HV for the Nb2Mo2 steel. It is worth noting that
no hardening was observed for an Nb-free 0.2 wt.% Mo steel initially included in the study, meaning
that Mo itself does not produce signiﬁcant precipitation strength.
Figure 5 provides a comparison of the age hardening kinetics for the four Nb-bearing steels by
presenting the normalized hardness change, i.e., ΔH/ΔHp where ΔH = H − H(as-quenched), for each
temperature. The kinetics are similar for the four steels, with peak aging times of approximately 20,
120, and 1200 min at 630, 580, and 530 ◦ C, respectively. Nevertheless, the aging curve of the Nb1 steel
that does not contain Mo is slightly shifted to shorter times compared to the other steels.

Figure 3. Hardness, H, evolution during aging treatments of the as-quenched specimens for the four
investigated steels: Nb1, Nb1Mo1, Nb1Mo2, Nb2Mo2. The error bars indicate the standard deviation
from the ten hardness measurements.
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Figure 4. As-quenched, peak-aged, and associated precipitation hardness for the four investigated steels.

Figure 5. Comparison of the age hardening kinetics for the four Nb-bearing steels at the three aging
temperatures of 530 ◦ C, 580 ◦ C and 630 ◦ C.
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3.1.2. Microstructure
Figure 6 shows the as-quenched microstructures of the four investigated steels. All of them
are composed of a mixture of ferrite and bainitic ferrite grains, denoted here as irregular ferrite (IF)
microstructure, with small fractions of martensite and retained austenite (M/A) islands (see Table 3).
No pearlite was observed in the as-quenched conditions. The bainitic ferrite is characterized by large
grains delimited by HAGB with high KAM and a high density of LAGB, corresponding to bainite laths
or highly dislocated substructures. The ferrite grains are small, more polygonal, and less dislocated.
However, the ferrite and bainitic ferrite grains cannot be strictly separated by EBSD features (KAM,
grain size, etc.) because of the continuity of the IF. Nevertheless, the microstructure appears to be
more ferritic for the Nb1 steel and to become more bainitic with increasing Mo content. Secondly,
the bainitic ferrite is more and more dislocated with increasing Nb and Mo contents. Consequently,
the mean KAM values of IF increases with the alloying content (see Table 3). A similar trend is obtained
when considering the LAGB densities. Further, the HAGB have predominantly disorientation angles
between 54◦ and 60◦ that are characteristics of the FCC-BCC transformation according to speciﬁc
orientation relationships, such as Kurdjumov-Sachs or Nishiyama-Wasserman. The resulting bimodal
disorientation frequency distribution is typical for a bainitic ferrite microstructure, whereas a random,
i.e., MacKenzie, distribution is observed for polygonal ferrite microstructures [20]. The frequency
and density of LAGB increases with increasing Nb and Mo contents, as listed in Table 3 indicating an
increased bainitic ferrite fraction with increasing Mo and/or Nb content.
Finally, the overall grain size (EQAD2◦ ), taking into account the substructure of the bainitic ferrite
grains, decreases with increasing Nb and Mo content (Table 3). The reﬁnement of the as-quenched IF
microstructure with increasing Nb content is consistent with the known effect of Nb on ferrite grain
reﬁnement through increasing austenite pancaking by inhibiting recrystallization [11,12]. Further,
Mo is known to considerably delay the austenite-to-ferrite transformation and to promote bainite
formation [7,8,14]. These microstructure changes lead to an increase of the as-quenched hardness with
the Nb and Mo contents, as shown in Figures 3 and 4. Note that the relatively wide standard deviation
observed (approx. 5 HV) is the result of local microstructure heterogeneities after the hot-rolling
simulation process because of the complex irregular ferrite microstructures with areas of ﬁne ferrite
grains and large bainitic ferrite grains.
Table 3. As-quenched microstructure features as determined by EBSD analysis.
Steel

Nb1

Nb1Mo1

Nb1Mo2

EQAD (>2◦ ) (μm)

2.6

2.4

2.2

1.9

191

282

335

392

Mean KAM (<2◦ )

0.48

0.55

0.60

0.62

M/A fraction (%)

3.1

3.5

3.5

3.9

LAGB density (mm−1 )

Nb2Mo2

The evolution of the microstructure during aging has been investigated for two steels, the least
and the most alloyed, at two aging conditions. Figure 7 shows the EBSD maps of the Nb1 and
Nb2Mo2 steels after 15 min (peak-aged condition) and 690 min (over-aged condition) holding at 630 ◦ C.
Tempering of the microstructure during aging is obvious for both steels compared to the as-quenched
conditions shown in Figure 6. After 15 min of aging no M/A is observed, and after over-aging the
microstructure appears to be slightly recovered, with the ferrite microstructure appearing to be less
irregular. The tempering leads to coarsening of the microstructure with an increase of the overall grain
size for the Nb1 steel from 2.6 μm in the AQ condition to 3.2 μm in the over-aged (OA) condition and
for the Nb2Mo2 steel from 1.9 to 2.4 μm, respectively. The recovery effect on the mean KAM is more
challenging to capture because of statistical reasons, but a signiﬁcant decrease is observed for the Nb1
steel from 0.48 in the AQ condition to 0.38 for the OA condition.
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Figure 6. EBSD IPF maps (left row) and kernel average misorientation (KAM) maps (right row) of the
investigated steels Nb1, Nb1Mo1, Nb1Mo2, Nb2Mo2 (top to bottom) for the as-quenched conditions
(high angle grain boundaries (HAGB) in dark grey and low angle grain boundaries (LAGB) in white,
martensite and retained austenite (M/A) in black).
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Figure 7. EBSD IPF maps of the Nb1 and Nb2Mo2 steels peak-aged (PA), 15 min at 630 ◦ C, (Nb1, PA
and Nb2Mo2, PA) and over-aged (OA), 690 min at 630 ◦ C (Nb1, OA and Nb2Mo2, OA).

Further, the HR-TEM investigation conﬁrmed the presence of ﬁne precipitates, as shown in
Figure 8 for the Nb1 and Nb2Mo2 steels. Two types of carbides were observed in the AQ samples,
i.e., coarse and monolayer platelet carbides. The coarse carbides were likely strain-induced carbides
formed in austenite at higher temperatures [9,11], while the tiny platelets, of approximately 2 nm in
length, precipitated in the irregular ferrite. However, the ultra-ﬁne carbides are rarely observed in
the as-quenched condition and it is suggested that the strength of the present steels is not markedly
inﬂuenced by these tiny and rare carbides. The compositions of these ultra-ﬁne carbides have not
been characterized because of their small size. In the samples with peak-aged condition (aged for
25 min at 630 ◦ C), a large number of nano-sized precipitates is observed in the irregular ferrite for
all four samples. The carbide number densities are 4 × 103 , 5 × 103 , 5.8 × 103 , and 9.2 × 103 μm−3
for the Nb1, Nb1Mo1, Nb1Mo2, and Nb2Mo2 steels, respectively. The increase in carbide number
density with increasing Mo and Nb additions is consistent with the observations made in a recent
study by Zhang et al. [23]. The fast Fourier transform diffractograms are obtained from the HR-TEM
Moiré fringe images and conﬁrm the Baker-Nutting orientation relationship (BN-OR) between carbides
and ferrite. On the other hand, the carbide sizes, i.e., their lengths, for the four investigated steels
in the peak-aged condition are very similar with 3.9 ± 1.3, 4.1 ± 1.6, 4.2 ± 1.4, and 3.7 ± 1 nm,
respectively. For the over-aged samples (aged for 400 min at 630 ◦ C), the size of these precipitates is
larger, i.e., 5.5–6 nm in length with a few atomic layers wide in all investigated steels, as summarized
in Figure 9. In the over-aged Nb-Mo-bearing steels, the chemical compositions of the nanometer-sized
carbides, (Nbx , Mox−1 )C, were determined using EDX spectroscopy. The Nb/Mo ratio was estimated
to be 1:1 for Nb1Mo2 and Nb2Mo2, while 3:2 for Nb1Mo1, indicating an increase of the Mo content in
the precipitate composition with increase of the nominal Mo bulk composition, in accordance with
other studies [8,9]. These results provide, however, only an approximate composition analysis because
the nanometer sized carbides are embedded in the ferrite matrix and the nanoprobe of the electron
beam may have spread from the nanometer-sized carbide to the ferrite matrix. Thus, a more advanced
and precise analysis would be required to quantify the three-dimensional distribution of chemical
compositions in the corresponding (Nbx , Mox−1 )C carbides.
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Figure 8. High-resolution transmission electron microscopy (HR-TEM) showing the precipitates in the
Nb1 and Nb2Mo2 steels: (a) as-quenched Nb1; (b) peak-aged Nb1; (c) over-aged Nb1; (d) fast Fourier
transform diffractogram for the carbide and ferrite of peak-aged Nb1; (e) as-quenched Nb2Mo2; (f)
peak-aged Nb2Mo2; (g) over-aged Nb2Mo2; (h) fast Fourier transform diffractogram for the carbide
and ferrite in peak-aged Nb2Mo2. The arrows in the FFT images indicated the corresponding index of
diffraction spots which belong to matrix and carbides.
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Figure 9. The average carbide size in as-quenched, peak-aged, and over-aged conditions for the four
studied steels.

3.2. Modeling
3.2.1. Time-Temperature Equivalence
The hardening peak observed during aging is due to precipitation of carbides but microstructure
analysis shows that it is also affected by softening of the as-quenched microstructure because
of tempering. To model the true precipitation strengthening effect this softening contribution is
determined from the microstructure parameters obtained by EBSD using a general yield strength
model [1].
The temperature independence of the peak hardness suggests that the tempering state is similar
and the same fraction of alloying elements have precipitated at the peak. This is consistent with the
solubility of Nb in ferrite being much lower than the Nb content of the steels such that the equilibrium
fraction precipitated is essentially independent of temperature.
The timescale of the age hardening kinetics shifts to longer times with decreasing temperature. A
temperature-corrected time, P, is introduced in Equation (2) based on the Arrhenius law such that:


Q
P = t exp −
RT

(2)

where Q (kJ/mol) is an effective activation energy, T is the aging temperature (K), and R the universal
gas constant (J/mol/K). At the peak aging time, t p , the precipitation and tempering states are the same
for the three temperatures. The relationship between the peak aging time and the temperature is then
given by Equation (3):
 
Q
+ ln( PP )
(3)
ln t p =
RT
where ln( PP ) is the intercept of the Arrhenius-plot. The peak aging time is determined for each age
hardening curve with a polynomial ﬁt to consider all the hardness measurements near the peak.
The analysis of the peak aging times permits to determine Q, as shown in Figure 10. For the four
investigated steels, Q is approximately 230 kJ/mol. The value of PP is the same for the Nb–Mo-bearing
steels but is slightly smaller for the Nb1 steel, i.e., 10−12 min vs 7 × 10−13 min. The slightly faster age
hardening behavior in the Nb1 steel may be rationalized with the faster diffusion of Nb compared to
Mo [24].
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Figure 10. Arrhenius plot of the peak aging times.

3.2.2. Tempering
To determine the microstructure softening during aging, a general yield stress model is used with
Equation (4), considering a linear sum of the various yield stress contributions [1]:
σy = σ0 + σss + σgs + σρ + σppt

(4)

where σ0 is the friction stress, σss accounts for solid solution strength, σgs is the Hall-Petch relation to
account for the role of grain size, σρ is the contribution from dislocations and σppt is the precipitation
strength. Except σppt all these strengthening contributions may be assessed from the literature and/or
from the microstructure analyses previously detailed. For convenience, all of these contributions are
referred to as the yield stress of the bulk, i.e., σbulk = σ0 + σss + σgs + σρ .
The friction stress and the solid solution strength from alloying elements are estimated to be
108 MPa for the four steels according to Equation (5), as proposed by Choquet et al. [25]:
σ0 + σss = 63 + 23 Mn + 53 Si + 700 P

(5)

where the stress is in MPa and concentrations are in wt.%. This relationship does not account for
potential solute solution strength of Nb and Mo, which, however, appears to be rather low even in
the as-quenched condition of the present steels. For example, the solution strength for 0.2 wt.% Mo is
estimated to be 2 MPa [26]. The grain size contribution is determined using the Hall-Petch relationship
implemented by Iza-Mendia and Gutiérrez [20]. Here, a lower strengthening contribution is taken
into account for LAGB than for HAGB that is proportional to the square root of the disorientation
angle between grains [27]. This model appears to be a realistic approach to describe irregular ferrite
microstructures with various disorientation proﬁles and LAGB densities. After implementation of the
model to include M/A, the grain boundary strengthening contribution is described by Equation (6) as:

σgs = k y



∑

2◦ ≤θ <15◦

f IFθ


θ
+
f IFθ + f M/A EQAD2◦ −1/2
15 θ ≥∑
15◦

(6)

where f IFθ is the grain boundary frequency of disorientation θ (◦ ) in the irregular ferrite and f M/A is the
f IFθ +
M/A phase boundary frequency with the sum of the boundary fraction ∑ f IFθ + f M/A =
∑
2◦ ≤θ <15◦

∑ f IFθ + f M/A = 1. The parameter k y is the Hall-Petch coefﬁcient that had been obtained

θ ≥15◦

after calibration of the model with ferrite-pearlite microstructures [20], i.e., k y = 19.4 MPa.mm0.5 .
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The dislocation strengthening contribution is determined using the Taylor relationship, i.e. Equation (7),
considering the geometrically necessary dislocation density ρGND [28] only:

√
σρ = αMGb ρGND

(7)

where α = 0.3 is a constant, M = 3 the Taylor factor, μ = 80 GPa the shear modulus, and b = 0.25 nm
the magnitude of the Burgers vector. Here ρGND is assessed from KAM (in rad), the mean KAM value
of the irregular ferrite, using the approach of Calcagnotto et al. [22]. However, overestimations of
the dislocation density using this law were reported [10,20,22]. As shown in Equation (8), a noise
term, KAMnoise , to account for the relative angular resolution of the EBSD measurement was thus
introduced:


KAM − KAMnoise
ρGND = 2
(8)
ub
where u is the unit length, corresponding to the mean distance between the center of the reference pixel
and the centers of all the pixels included in the KAM calculation. KAMnoise = 0.3◦ has been determined
as the y-intercept of the mean KAM as a function of the unit length measured in several irregular ferrite
grains with various distortion states. Finally the dislocations densities in the investigated conditions
range from between 5 × 1013 m−2 for the over-aged Nb1 to 2.2 × 1014 m−2 for the as-quenched
Nb2Mo2. It is worth noting that part of the geometrically necessary dislocations are not included
in this calculation because the maximum disorientation considered in the KAM calculation is 2◦ .
However, the larger disorientations are incorporated into the grain size strengthening contribution
term by having different strengthening coefﬁcients for LAGB.
The validity of the general yield stress model in Equation (4) is tested on the as-quenched
conditions because the precipitation strengthening contribution is expected to be negligible,
considering the small size and low density of the precipitates. The modeled yield stress values
are compared to the hardness measurements, using a basic relationship H = κσ [29,30] where κ is
a conversion factor that here was determined to be 3.7 HV/MPa from the average of the conversion
factors obtained for each steel. This conversion factor provides a consistent description of the
experimental hardness measurements with an increase of the grain size and dislocation strengthening
contributions with increasing Nb–Mo content (see Figure 11). However, the conversion factor is higher
than expected [29] as the present analysis considers a lower limit for the dislocation density and does
not account for any solute solution and/or precipitation strengthening contributions from Nb and Mo.

Figure 11. Comparison of the predicted yield stresses with hardness measurements for as-quenched
conditions. The square symbols represent the hardness measurements after conversion using the
relationship σ = H/κ with the error bar indicating the standard deviation.
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The softening due to tempering of the microstructure during aging is then estimated from
Equation (4) using the EBSD data obtained for tempered Nb1 and Nb2Mo2 steels (see Figure 7) and
considering σppt = 0. Figure 12 shows the softening fraction plotted as a function of aging time at
630 ◦ C. In a ﬁrst approximation, the normalized tempering behavior is assumed to be the same for
both steels. Equation (9) is employed to describe the softening fraction because of tempering [31]:
τ (t) = 1 −

σbulk (t)
AQ
σbulk

= 1 − e(− D1 ∗t

m1 )

(9)

where the predicted yield stress of the bulk as a function of the aging time (in min) is normalized to
the as-quenched conditions for each steel. The adjustable parameters in Equation (9) are taken to be
D1 = 0.045 and m1 = 0.13 in order to reasonably well describe the trend of the tempering behavior
at 630 ◦ C for the six microstructures investigated. Considering that the timescale for tempering is
shifted with the temperature according to the Arrhenius law, the model can then be extrapolated to
other aging temperatures using the temperature-corrected time of Equation (2) with the Q and Pp
determined from the age hardening curves, see Figure 10.

Figure 12. Softening fraction due to tempering of the bulk microstructure during aging at 630 ◦ C for
Nb1 and Nb2Mo2 steels, calculated using Equations (4)–(8) with the EBSD data. Solid line depicts the
proposed tempering model according to Equation (9).

3.2.3. Precipitation Strengthening Model
The age hardening curve is the result of a combination of precipitation hardening and bulk
softening due to tempering, as schematically presented in Figure 13.

Figure 13. Schematic representation of the effects of precipitation and tempering on yield stress.
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The true precipitation strengthening curves are thus obtained by subtracting the microstructure
softening from the age hardening curves. A precipitation hardening model has been developed to
describe the normalized master curves. The model is based on the Shercliff-Ashby approach [32]
with Equations (10)–(12), assuming that the total precipitation strengthening is the harmonic mean of
precipitate shearing (Δsh , also known as Friedel effect) and bypassing (Δby , also known as Orowan
looping), i.e.,:
2
Δσppt = 1
(10)
1
Δσ + Δσ
sh

by

Δσsh = K1 f 1/2 r1/2
σby = K2

f 1/2
r

(11)
(12)

here f and r are the volume fraction and mean radius of the precipitates, respectively. K1 and K2 are
constants. In the Shercliff-Ashby approach originally applied to aluminum alloys [32] and adopted in
previous studies for HSLA steels containing Ti, V, and Nb [4,5], a precipitate coarsening law according
to the Lifshitz-Slyozov-Wagner (LSW) theory is assumed, i.e., r (t) ∝ t1/3 , such that Equation (13)
provides the hardening model:
ΔH ppt
2C1 (1 − exp(− P∗ /τ1 ))1/2 P∗ 1/6
=
ΔH p
1 + P∗ 1/2

(13)

where τ1 = 0.35 and C1 = 1.03 are normalization constants. This model appears to be suitable to
describe the over-aging behavior for Nb–Mo-bearing steels. However, it overestimates the under-aged
strengthening behavior.
For shorter aging times a growth law is assumed instead, i.e., r(t) ∝ t1/2 . For the evolution of
the precipitation fraction, a Johnson-Mehl-Avrami-Kolmogorov (JMAK) law given by Equation (14) is
adopted, i.e.,:
 n
t
(14)
f (t) = 1 − exp −
β
where β is a temperature-dependent rate parameter. The exponent n is taken to be 1.35 from
Perrard et al. [16], who studied the precipitation of NbC in highly dislocated HSLA Nb-bearing steels.
Assuming that Δσsh and Δσby are equal at the aging peak and combining Equations (10) and (11),
Equation (15) is obtained as hardening model:
ΔH ppt
2C2 (1 − exp(− P∗ n /τ2 ))1/2 P∗ 1/4
=
ΔH p
1 + P∗ 3/4

(15)

with τ2 = 0.36 and C2 = 1.03 as normalization parameters. This model describes adequately the
under-aged hardening kinetics. Therefore, the precipitation hardening model used in this study is
a combination of these two models, with Equation (15) for P∗ < 1 and Equation (13) for P∗ > 1,
i.e., the transition from a growth to a coarsening law occurs at the aging peak. Such a transition is
reasonable as the decrease in precipitation strength is associated with an increase in inter-particle
spacing due to coarsening.
The contributions of tempering and precipitation on age hardening are shown in Figure 14 for
the four investigated steels. The master curve obtained from the above-described analysis to describe
the hardness measurements performed at the three aging temperatures is plotted using Equation (2)
as a function of the normalized temperature-corrected time P∗ = P/Pp . The red curve shows the
microstructure softening because of tempering described in Equation (9) and the blue curve shows the
age hardening behavior after adding the precipitation strengthening contribution from the models
according to Equations (13) and (15). The simulated hardening evolution is in good agreement with
the experimental measurements except for short times at lower aging temperatures (580 ◦ C and mainly
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530 ◦ C). A more detailed investigation of the microstructure softening because of tempering, especially
at lower aging temperatures, may explain this discrepancy.

Figure 14. Comparison of modelled and measured hardness for the four investigated steels, Nb1, Nb1Mo1,
Nb1Mo2 and Nb2Mo2, at the three aging temperatures. The red curve represents the microstructure
softening and the blue curve is obtained by adding the precipitation strengthening contribution.

3.3. Coiling Simulations
3.3.1. Microstructure
The transformation hardening is assessed by microstructure investigation after coiling simulations
(see path 3 in Figure 1) using the general yield stress model previously described with Equations
(4)–(8). Coiling temperatures of 500 ◦ C, 550 ◦ C, 600 ◦ C, and 650 ◦ C were studied for Nb1 and Nb1Mo2
steels to quantify the effect of Mo on transformation hardening and for Nb1Mo1 and Nb2Mo2 steels
only the coiling temperature of 600 ◦ C was considered.
As an example, Figure 15 shows the Nb1 and Nb1Mo2 microstructures after coiling simulations.
For Nb1, no M/A is observed for any of the coiling temperatures compared to the as-quenched
condition (see Figure 6). However, at the coiling temperature of 500 ◦ C the irregular ferrite
microstructure is otherwise very similar to that of the as-quenched condition, e.g., in terms of the
bainitic ferrite fraction, while with the increase of coiling temperature this fraction seems to decrease
and ferrite grains appear to be coarser. Similarly, the decrease of bainitic ferrite in the irregular ferrite
microstructure with increasing coiling temperature is also observed for Nb1Mo2. However, M/A is
observed after coiling simulation in Nb1Mo2. The fraction is rather low at 550 ◦ C and 650 ◦ C but
signiﬁcant at 600 ◦ C. Figure 16a,b show that M/A islands are coarser and localized in the bainitic
ferrite for a coiling temperature of 600 ◦ C compared to the as-quenched condition where M/A was in
the form of ﬁne islands randomly distributed in the microstructure. For coiling simulation at 650 ◦ C
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a small portion of pearlite is also observed (see Figure 16c,d). This illustrates the microstructure
changes from an irregular ferrite microstructure containing signiﬁcant bainitic ferrite fraction at low
coiling temperature to a ferrite-pearlite microstructure with increasing coiling temperature. These
observations conﬁrm the delaying effect of Mo on the austenite-to-ferrite transformation [7,8,14].

Figure 15. EBSD IPF maps for Nb1 steel (left) and Nb1Mo2 steel (right) after coiling simulation at four
coiling temperatures, i.e., 500 ◦ C, 550 ◦ C, 600 ◦ C and 650 ◦ C, with a cooling rate of 0.5 ◦ C/min for
3 h (HAGB in dark grey and LAGB in white, M/A in black). The areas indicated by dashed lines are
shown in more detail in Figure 16.
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Figure 16. Microstructure investigation of Nb1Mo2 after coiling simulation at 600 ◦ C (a,b) and at
650 ◦ C (c,d): (a,c) are IQ EBSD maps corresponding to the selected area in Figure 15; (b,d) are SEM
images to identify the structures with low IQ values, i.e., martensite (M) and pearlite (P), respectively.

Similar observations were made for Nb1Mo1 and Nb2Mo2 coiling simulated at 600 ◦ C.
The microstructure features for coiling simulation are reported in Table 4 for the four investigated
steels. The increase of the overall grain size with increasing the coiling simulation temperature
is clearly observed, with an EQAD2◦ approximately 15% larger after coiling at 600 ◦ C than in the
as-quenched condition (see Table 3). The measurements of the irregular ferrite mean KAM indicate
that the bainitic ferrite fraction is approximately the same for the as-quenched microstructure and after
coiling simulation at 500 ◦ C and decrease with increasing the coiling temperature.
Table 4. Microstructure features in coiling simulated samples as determined by EBSD analysis.
Steel

Coiling
Temperature (◦ C)

M/A Fraction
(%, ±0.5)

Mean KAM
(◦ , ±0.05)

EQAD2◦
(μm, ±0.1)

Nb1

500
550
600
650

0
0
0.3
0

0.51
0.41
0.42
0.40

2.7
2.9
3.0
3.4

Nb1Mo1

600

0.3

0.47

2.9

Nb1Mo2

500
550
600
650

0.4
1.0
2.1
0.7

0.59
0.55
0.48
0.40

2.4
2.4
2.5
3.2

Nb2Mo2

600

2.1

0.56

2.3

3.3.2. Transformation Hardening
The signiﬁcant microstructure differences observed after coiling simulations have a clear effect
on the mechanical properties. Using the EBSD data presented in Table 4 combined with the general
yield stress model described in Equations (4)–(8), the softening fraction of the resulting transformation
products from the coiling simulation with respect to the as-quenched condition is calculated and
shown in Figure 17. Although the microstructures are different between the four steels, no signiﬁcant
differences in the relative coil cooling softening fraction is obtained. Similar to the softening because
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of tempering, see Equation (9), Equation (16) describes the softening fraction as a function of coiling
temperature such that:
m
σ ( Tc )
(16)
τ ( Tc ) = 1 − bulkAQ = 1 − e(− D2 ∗Tc 2 )
σbulk
where Tc is the coiling temperature (in ◦ C), whereas D2 = 5.0 × 10−19 and m2 = 6.2 are
ﬁtting constants.

Figure 17. Evolution of the microstructure softening for coiling simulation at various temperatures,
calculated from the EBSD data presented in Table 4. Softening model according to Equation (16) is
shown with the solid line.

3.3.3. Model Validation
The generalization of the precipitation strengthening model for non-isothermal treatment paths is
given by Equation (17) obtained by integrating P over the time-temperature path, i.e., [4]:
P=

 t ◦
450 C
t Tc


exp −


Q
dt
RT (t)

(17)

where T (t) is the temperature as a function of time during coiling. The limit of 450 ◦ C is taken here
because precipitation rates become insigniﬁcant below this temperature for coil cooling conditions.
Figure 18 shows the hardening obtained after coiling as a function of temperature for the coil
cooling rate of 0.5 ◦ C/min employed in the tests. The red curve is the microstructure strength without
precipitation as obtained with the softening analysis (see Figure 17) and the black curve is the overall
strength including precipitation strength contribution, calculated from Equations (13), (15), and (17).
The model predictions are in reasonable agreement with the measured hardness values on the coil
cooled samples considering the complex microstructural changes occurring during coiling. At low
coiling temperature, the strength is similar to the as-quenched conditions with a predominantly bainitic
ferrite microstructure with little or no precipitation hardening. When the coiling temperature increases,
the microstructure is less bainitic but the loss of strength is compensated by precipitation hardening,
until a maximum at 600 ◦ C is reached. Above that temperature, precipitate coarsening is expected at
the detriment of precipitation hardening. Finally, for higher coiling temperatures, a lower strength
than at the as-quenched conditions is expected, with a ferrite-pearlite microstructure and reduced
precipitation hardening.
The conclusions regarding the precipitation hardening as a function of coiling simulation have
been conﬁrmed with TEM observations. The largest carbide number density is observed for coiling
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simulations at 600 ◦ C with values of 8.6 × 102 , 9 × 102 , and 2.9 × 103 μm−3 for the Nb1Mo1, Nb1Mo2,
and Nb2Mo2 steels, respectively. The carbide sizes for this coiling condition falls independent of steel
chemistry in the range of 4.2 to 4.5 nm that is comparable to the peak-aged condition (see Figure 9).
The carbide density is about a factor 3 larger in the Nb2Mo2 steel as compared to the other steels with
lower Nb content. For 550 ◦ C coiling simulation, the number density of carbides is signiﬁcantly lower
and their sizes are smaller than at 600 ◦ C conﬁrming an under-aged condition. In detail, the carbide
number density is 1.1 × 102 , 3.3 × 102 , and 8.1 × 102 μm−3 for the Nb1Mo1, Nb1Mo2 and Nb2Mo2
steels, respectively, and the average carbide size is 3 nm independent of steel chemistry. At 650 ◦ C
coiling temperature, precipitates are only recorded in the Nb2Mo2 specimens with a carbide number
density of 1.1×103 μm−3 that is comparable to that observed at 550 ◦ C and an average carbide size of
5.3 nm which is consistent with an over-aged condition. In the steels with a lower Nb content, however,
the carbide density is remarkably low for this coiling condition where the microstructure is primarily
polygonal ferrite with a low dislocation density reducing the effective nucleation density for carbide
formation. Thus, the reduced precipitation strength for these steels appears to also be affected by a
lower nuclei density rather than by the otherwise proposed coarsening behavior. Further studies will
be required to quantify in more detail the precipitation behavior at higher coiling temperatures (>650
◦ C) in the steels with lower Nb contents (<0.1 wt.%).

Figure 18. Comparison of measured (symbols) and predicted (solid lines) hardness of hardening after
coiling as a function of coiling temperature for the four investigated steels, i.e., Nb1, Nb1Mo1, Nb1Mo2
and Nb2Mo2. The red curves represent the calculated microstructure hardness without precipitation
strengthening contribution.

Optimum precipitation strengthening windows were determined in previous studies
for a complex-phase Nb–Mo steel (0.05C-1.9Mn-0.05Nb-0.5Mo-0.004N-0.04Si-0.05Al (wt.%)) by
Sarkar et al. [33] and conventional HSLA-Nb steels with a polygonal ferrite/pearlite microstructure
by Militzer et al. [4]. As shown elsewhere [18], the predicted precipitation strengthening contribution
as a function of coiling temperature is similar for the Nb–Mo complex-phase steel as that obtained
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for the Nb–Mo steels investigated here. The optimum coiling temperature window to have at least
90% of precipitation peak strength is much narrower in the Nb–Mo steels as compared to that of
100 ◦ C (570–670◦ C) in conventional Nb-microalloyed steels with ferrite-pearlite microstructures where
transformation hardening is negligible such that only precipitation hardening is affected during coiling.
In the Nb–Mo steels, on the other hand, transformation hardening is another strength contribution
that depends in detail on the coiling condition. This aspect was not quantiﬁed by Sarkar et al. but the
current study suggests that the coiling temperature window to have overall strength levels within
5% of the absolute peak strength is, as shown in Figure 17, about 50 ◦ C, i.e., 575 ◦ C to 625 ◦ C for the
investigated Nb–Mo steels (565–615 ◦ C for Nb1).
4. Conclusions
The potential of precipitation strengthening during coiling for hot-strip Nb–Mo-bearing
low-carbon steels has been investigated with laboratory studies simulating the hot-rolling process.
A hardening model predicting strength changes as a function of coil cooling conditions has been
developed. The model is based on a standard additive approach of the strengthening contributions,
where the microstructure strengthening contribution is determined based on microstructure parameters
obtained from EBSD analyses and the precipitation strengthening contribution is assessed from age
hardening kinetics using a modiﬁed Shercliff-Ashby approach.
In the investigated conditions, the microstructures of the four studied steels ranges from
ferrite-pearlite to irregular bainitic ferrite. The potential of Nb–Mo bearing microalloyed steels
was veriﬁed as Nb and Mo have a clear strengthening effect on the microstructure, decreasing
the overall grain size and increasing the dislocation density after direct quenching or coiling
simulations. Increasing Nb and Mo contents also increases the precipitation strengthening potential
but in the investigated composition ranges the microstructure strengthening is more signiﬁcant.
The microstructure strengthening potential by decreasing the coiling temperature for those steels
was also veriﬁed, going from a ferrite-pearlite microstructure at higher coiling temperature to a more
bainitic ferrite microstructure for lower coiling temperature. Increasing Nb and Mo content also
appears to increase the M/A fraction.
The key point of the developed model is that it accounts for both precipitation age hardening
and tempering of highly dislocated bainitic and/or irregular ferrite. The model provides insight into
optimizing the hardening after coiling by ﬁnding the best balance between precipitation strengthening
and transformation hardening due to a highly dislocated bainitic ferrite microstructure. The model
predictions are in reasonable agreement with experimental hardness measurement in coil cooling
simulated samples. An optimum coiling temperature window of 50 ◦ C between 575 ◦ C and 625 ◦ C is
concluded from this analysis for the Nb–Mo bearing steel. To extend the proposed model to predict
property variations in industrial coils it is suggested to integrate it with a coil cooling model that will
have to be developed and benchmarked with temperature measurements at different coil positions.
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Abstract: Steels used for high-speed train wheels require a combination of high strength, toughness,
and wear resistance. In 0.54% C-0.9% Si wheel steel, the addition of 0.075 or 0.12 wt % V can reﬁne
grains and increase the ferrite content and toughness, although the inﬂuence on the microstructure
and toughness is complex and poorly understood. We investigated the effect of 0.03, 0.12, and
0.23 wt % V on the microstructure and mechanical properties of medium-carbon steels (0.54% C-0.9%
Si) for train wheels. As the V content increased, the precipitation strengthening increased, whereas
the grain reﬁnement initially increased, and then it remained unchanged. The increase in strength
and hardness was mainly due to V(C,N) precipitation strengthening. Increasing the V content to
0.12 wt % reﬁned the austenite grain size and pearlite block size, and increased the density of
high-angle ferrite boundaries and ferrite volume fraction. The grain reﬁnement improved the impact
toughness. However, the impact toughness then reduced as the V content was increased to 0.23 wt %,
because grain reﬁnement did not further increase, whereas precipitation strengthening and ferrite
hardening occurred.
Keywords: medium-carbon steel; grain reﬁnement; precipitation strengthening; strength and
toughness

1. Introduction
Steels for high-speed train wheels must have good strength, toughness, and wear resistance.
Pearlite steel, which has a lamellar microstructure obtained by special processing, is exceptionally
strong and is often used for this application. The performance of the microstructure mainly depends
on the proeutectoid ferrite and pearlite content, and the size of the pearlite substructure.
Microalloying is used to improve the performance of wheel steel by increasing its strength
and preventing crack propagation via obtaining a microstructure with good toughness. V has a
high solubility in γ-Fe, and it exists in solution or as a precipitate below austenitizing temperatures.
The addition of V results in solution strengthening, precipitation strengthening, grain reﬁnement, and
hardening. Thus, V has an important effect on the toughness of steel [1–3]. Adding 0.1 wt % V to
eutectoid steel can delay the pearlite transformation and effectively reﬁne the pearlite colony size
and interlamellar spacing [4]. The dissolution and precipitation of V in medium-carbon steel has a
beneﬁcial effect on microstructure reﬁnement and ferrite content, and increases the steel strength [5,6].
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Studies have shown that ferrite volume fraction and grain size, pearlite colony/block size, pearlite
interlemellar spacing, and austenite grain size all contribute to the toughness of hypoeutectic steel [7,8].
The addition of V increases the hardness of steel, while a high V content decreases the impact
toughness [9]. A previous study reported that in steel containing 0.4 wt % C, the toughness of
the steel dropped sharply when the V content reached 0.2 wt %, but a detailed explanation was not
given [10]. Most research focuses on low-carbon or medium-carbon steels with a C content of 0.4 wt %,
or steels with a low Si content, so that the volume fraction of proeutectoid ferrite is high. There has
been limited research on wheel steel with a C content of around 0.54 wt %, a high Si content, and a low
ferrite content. In 0.54% C-0.9% Si wheel steel, increasing the V content from 0.03 to 0.075 or 0.12 wt %
can substantially reﬁne the grains and increase the ferrite content and toughness, although it has a
complex effect on strength [11]. The effect of the V content on the microstructure and toughness of
medium-carbon wheel steel (0.54% C-0.9% Si) with a low ferrite content remains poorly understood.
Thus, in this paper, we investigate the effect of V content on the microstructure and toughness of
medium-carbon wheel steel with a low ferrite content.
2. Materials and Methods
2.1. Materials and Processing Technology
Three experimental steels were prepared by smelting in a vacuum induction furnace and rolling.
The equilibrium phase-transformation temperatures of the steels were calculated by using Thermo-Calc
(TCFE7) software (TCFE7 database, Stockholm, Sweden). The chemical composition of the steel
samples and the Ae3 (γ/α temperature) and Ae1 (γ+α/γ+α+θ temperature) equilibrium temperatures
are listed in Table 1. The size of the rolled specimen was 250 mm (length, rolling direction) × 125 mm
(width) × 60 mm (thickness). The rolling process involved heating to 1280 ◦ C for 2 h, several passes of
continuous rolling, and ﬁnishing rolling above 900 ◦ C, followed by air cooling to room temperature.
For the heat treatment experiments, samples of 65 mm (length)× 62 mm (width) × 15 mm
(thickness) were used. The heat treatment process was heating to 860 ◦ C for 1 h, air cooling to room
temperature (an average cooling rate of about 3 ◦ C/s in the range of 700–500 ◦ C), tempering at 520 ◦ C
for 2 h, and air cooling to room temperature. The schematic of the thermo-mechanical treatment of the
investigated steels is shown in Figure 1.
Table 1. Compositions of the investigated steels (wt %), Ae3 , and Ae1 (◦ C).
Sample

C

Si

Mn

0.03 V
0.12 V
0.23 V

0.54
0.54
0.54

0.88
0.87
0.95

0.78
0.78
0.80

P

S

0.0079 0.0077
0.0072 0.0078
0.0071 0.0071

204

Cr

V

N

Ae3

Ae1

0.17
0.18
0.18

0.03
0.12
0.23

0.0014
0.0016
0.003

768.2
769.3
779.0

740.5
740.2
740.0
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Figure 1. The schematic of the thermo-mechanical treatment of the investigated steels.

2.2. Mechanical Properties
Standard tensile samples with a diameter of 5 mm and a standard length of 25 mm were tested
at room temperature on a tensile testing machine (WE-300, Jinan Kairui Machinery Equipment Co.,
Ltd., Jinan, China), to obtain the yield strength (Rp0.2 ), tensile strength (Rm ), section shrinkage (ψ), and
elongation (δ).
The heat-treated samples were mechanically ground and polished, and then etched with 4%
nitric acid in alcohol. The hardness was measured using a Vickers hardness tester with a load of
5 kg and a loading time of 10 s. Microhardness measurements were performed made using a Vickers
hardness tester (VH-5, Univer, Qingdao Fupida Electromechanical Technology Co., Ltd., Qingdao,
China) with a load of 10 g and a loading time of 10 s. Before measuring the microhardness, the sample
was polished and slightly etched with 2% nitric acid in alcohol to distinguish the proeutectoid ferrite
and pearlite. The Charpy V impact tests were conducted on an impact tester (JBW-300N, Shanghai
Zhujin Instrument Co., Ltd., Shanghai, China) using transverse specimens (10 mm × 10 mm × 55 mm)
at test temperatures of −20 and 20 ◦ C.
2.3. Microstructure Analysis
After mechanical grinding, polishing, and etching with 4% nitric acid in alcohol, the heat-treated
samples were examined by optical microscopy (OM, GX51, Olympus, Tokyo, Japan) and scanning
electron microscopy (SEM, S-4300, Hitachi, Tokyo, Japan). Since the pro-eutectoid ferrite is formed at
the austenite grain boundary, we used the intercept method to measure the amount of pro-eutectoid
ferrite per unit distance, to obtain the spacing of the pro-eutectoid ferrite, thereby estimating the
austenite grain size. The volume fraction of the proeutectoid ferrite was measured from the OM
images by the point count method, and there were at least 15 photographs with a magniﬁcation of
100×. The intercept method was used to measure the pearlite colony size and the lamellar spacing
from the SEM images. The pearlite block size was measured from a large-angle interface diagram with
an electron backscatter diffraction (EBSD, Nordlys F+, Oxford, London, UK) step size of 0.5 μm. The
density of the high-angle ferrite interface was the ratio of the total length of the interface greater than
15◦ to the measured area in the ferrite interface diagram per unit area. The cementite thickness (tc ) was
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calculated from the relationship between the pearlite interlamellar spacing (S) and the carbon content
(wt % C) [12].
S × 0.15(wt % C )
tc =
(1)
V
where V is the volume fraction of pearlite.
The samples were examined by SEM and EBSD after electrolytic polishing. Thin-ﬁlm samples
with a diameter of 3 mm were prepared using a double-spout electrolytic polishing device in 8%
perchloric acid in ethanol, and the microstructure and precipitation of the samples were analyzed by
transmission electron microscopy (TEM; H-800, Hitachi, Tokyo, Japan) at an acceleration voltage of
200 kV.
The precipitated phase in the steels was qualitatively and quantitatively investigated by
physicochemical phase analysis. Six 20 mm × 60 mm samples were prepared, subjected to electrolysis,
and then cleaned to remove residues. The samples were analyzed by X-ray diffraction (XRD),
quantitative analysis, and X-ray small angle diffraction to determine the particle size. The residue after
electrolysis was also analyzed by XRD (APD-10, Phillips, London, UK). The element mass fraction
was determined by inductively coupled plasma-atomic emission spectrometry, and the particle size
analysis of the MC phase was performed by Kratky small-angle X-ray scatterometry.
3. Results and Discussion
3.1. Microstructure
The microstructure of the heat-treated samples was lamellar pearlite with a small amount of
proeutectoid ferrite. The OM (Figure 2a–c) and SEM (Figure 2d–f) images show the microstructure
of the steels. The microstructural parameters of the steels are shown in Table 2. As the V content
was increased from 0.03 to 0.12 wt %, the sizes of the austenite grains, pearlite colonies, and pearlite
blocks decreased, and the proeutectoid ferrite volume fraction and the density of high-angle ferrite
boundaries increased. The changes in these parameters were small when the V content was further
increased from 0.12 to 0.23 wt %. In addition, the proeutectoid ferrite size decreased and the cementite
thickness did not change signiﬁcantly as the V was content increased.

Figure 2. OM (optical microscopy) and SEM (scanning electron microscopy) images showing the
microstructures of the investigated steels. (a,d) Sample 0.03 V; (b,e) sample 0.12 V; (c,f) sample 0.23 V.
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Table 2. Microstructural parameters of the investigated steels.
Sample

AGS (μm)

f α (%)

dα (μm)

PS (μm)

NS (μm)

0.03 V

32.4 ± 1.8

2.0 ± 0.4

4.02 ± 1.5

9.3 ± 1.5

12.1 ± 0.4

0.12 V

16.6 ± 0.8

11.1 ± 0.4

3.66 ± 0.4

5.5 ± 1.0

7.4 ± 0.3

0.23 V

15.7 ± 0.7

11.2 ± 0.3

3.41 ± 0.2

5.2 ± 0.5

6.6 ± 0.3

S (μm)
0.158 ±
0.03
0.143 ±
0.02
0.131 ±
0.02

tc (μm)

ρα (μm)

0.014

7.76

0.014

14.36

0.012

15.01

Austenite grain size (AGS); proeutectoid ferrite volume fraction ( f α ); proeutectoid ferrite size (dα ); pearlite colony
size (PS); pearlite block size (NS); interlamellar spacing (S); cementite thickness (tc ); density of high-angle ferrite
boundaries (ρα ).

Figure 3 shows the results of the Thermo-Calc calculations. V solid solution in austenite in steel
samples 0.03 V and 0.12 V had a small amount of precipitate from 830 ◦ C to 940 ◦ C. In contrast, sample
0.23 V showed precipitate from 1010 ◦ C, the amount of solid solution decreased from 0.23 to 0.11 wt %
at 940 ◦ C, and subsequently, the amount of solid solution was the same as that of sample 0.12 V.
Compared with samples 0.03 V and 0.12 V, V precipitation gradually increased with the increase
in V content. The precipitated V(C,N) was formed at the austenite grain boundary, preventing the
grain from growing, and thus reﬁning the grain. Grain reﬁnement provides more nucleation positions
and facilitates proeutectoid ferrite transformation. Compared with samples 0.12 V and 0.23 V, as the
V content continued to increase, a large amount of V was coarse precipitate, which had little effect
on the austenite reﬁnement as the temperature was decreased from 1010 to 940 ◦ C, due to the high
temperature and low N content. When the driving force of the grain growth is balanced with the
resistance of the second-phase particles to grain growth, high-V steel can precipitate too many particles
at a high temperature, and the resistance to grain growth exceeds the driving force for balancing grain
growth. Thus, some precipitated particles do not produce a reﬁnement effect [13].
The higher the V content in the experimental steels, the higher the precipitation temperature of
VC; the initial precipitation temperatures of VC for samples 0.03 V, 0.12 V, and 0.23 V were 830 ◦ C,
940 ◦ C, and 1010 ◦ C, respectively. In austenite at a temperature of 860 ◦ C, V is completely dissolved
in 0.03 V steel and only partially dissolved in 0.12 V and 0.23 V steels. Furthermore, the amount of
undissolved precipitates (VC) present in 0.23 V steel was higher than that in 0.12 V steel, and the
solution content of V was the same.
Comparing samples 0.03 V and 0.12 V, V precipitation gradually increased with increasing
V content. The precipitates formed at the austenite grain boundary, preventing the grain from
growing, and thus reﬁning the grain. Grain reﬁnement provides more nucleation sites and facilitates
proeutectoid ferrite transformation. As shown in Figure 4, the amount of VC precipitated in 0.03 V
steel was small, leading to weak grain reﬁnement. The amount of VC precipitated in 0.12 V and 0.23 V
steels was relatively higher, resulting in an obvious grain reﬁnement effect. According to Zener’s
formula, the relationship between the precipitates and grain size is:
DC = A

d
f

(2)

where DC is the critical grain size (μm), A is a proportionality factor, d is the S of the precipitate (μm),
and f is the volume fraction of the precipitate.
Since the precipitation temperature of VC and the content of undissolved V are both higher for
0.23 V steel, the VC size precipitated at 860 ◦ C will be greater than that for 0.12 V steel. Meanwhile, as
can be seen from Figure 3, the volume fraction of VC in 0.23 V steel at 860 ◦ C is also higher than that in
0.12 V steel, and the values of d/f should be essentially equivalent. Therefore, the grain-reﬁning effect
of VC on 0.23 V steel and 0.12 V steel is basically the same.
The dissolved V contents in 0.03 V, 0.12 V, and 0.23 V steels were 0.03, 0.045, and 0.045 wt %,
respectively, while the solution contents of C were 0.54, 0.52, and 0.50 wt %, respectively. The solute
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drag effect of V plays a role in grain reﬁnement. The solid solutions of V in samples 0.12 V and 0.23 V
were the same, and there was no further reﬁnement effect. Therefore, the austenite size of sample 0.12
V was substantially smaller than that of sample 0.03 V, whereas those of samples 0.12 V and 0.23 V
were similar. The change in proeutectoid ferrite content was mainly caused by the austenite grain size
and the C solid solution content. The austenite reﬁnement of sample 0.12 V was considerably greater
than that of sample 0.03 V, the C solid solution content was lower, and the proeutectoid ferrite content
was higher. The austenite reﬁnement of sample 0.23 V was not obvious compared with sample 0.12 V,
the C solid solution was lower, and the proeutectoid ferrite content was similar.

Content of C/V dissolved in austenite / %
mass fraction

0.6

0.03V

0.5

C content
0.23V

0.12V
0.4

0.3

0.23V

0.2

V content

0.12V

0.1

0.03V
0.0
800

850

900

950

1000

1050

1100

Temperature / °C

Content of V(C,N) precipitate in austenite / %
mass fraction

Figure 3. Effect of V content on dissolved C and V contents in austenite in steel samples 0.03 V (red),
0.12 V (green), and 0.23 V (blue).
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9




9















Temperature / °C

Figure 4. Content of V(C,N) precipitate in austenite in steel samples 0.03 V (red), 0.12 V (green), and
0.23 V (blue).

As the V content increases, the amount of proeutectoid ferrite at the austenite grain boundary
increases. This destroys the continuity between the austenite grains, and reduces the size of the
austenite grains that transformed to pearlite, thus reﬁning the sizes of the pearlite colonies and blocks
after the transformation. The nucleation and growth rates of pearlite colonies and blocks are also
affected by the pearlite transformation temperature, and decreasing the transformation temperature
reﬁnes the sizes of the pearlite colonies and blocks. The V solid solution increases the diffusion
activation energy of C atoms, improving the stability of the austenite, and increasing the undercooling
of the material at the same cooling rate. Owing to the differences in the austenite grain size and pearlite
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transformation temperature, sample 0.12 V had substantially smaller pearlite colonies and blocks than
sample 0.03 V, whereas those of samples 0.12 V and 0.23 V were similar.
As the V content increased, the temperature of the pearlite transformation decreased. Because V
is a strong carbide-forming element that hinders the diffusion of C atoms, the interlamellar spacing
also decreased.
3.2. Analysis of the Precipitate Phase
XRD and TEM were used to examine the precipitated phases. The V in sample 0.03 V was
almost completely dissolved at 860 ◦ C, as Figure 4 shows. For the convenience of the following
analysis, we ignore the precipitation in 0.03 V steel; only the precipitated phases in samples 0.12 V
and 0.23 V were analyzed. Samples 0.12 V and 0.23 V contained the M3 C (alloy cementite) phase and
the MC (V(C,N) phase, which includes a small amount of Cr. The quantitative analysis results are
presented in Tables 3 and 4. The amount of V precipitate and the mass fraction of the M3 C and M(C,N)
phases were obtained. The XRD patterns are shown in Figure 5. The nominal chemical formulas of
the M(C,N) phase in samples 0.12 V and 0.23 V were calculated as (V0.767 Cr0.233 )(C0.937 N0.063 ) and
(V0.876 Cr0.124 )(C0.943 N0.057 ), respectively. M(C,N) particles were precipitated in the proeutectoid ferrite
and pearlitic ferrite (Figure 6). Figure 7 shows the size distribution of V(C,N) in samples 0.12 V and
0.23 V, which had average sizes of 48.9 and 40.7 nm, respectively.
Table 3. Elemental content of M3 C in steel samples 0.12 V and 0.23 V.

Σ

Elemental Content of M3 C (wt %)

Sample

Fe
0.12 V
0.23 V

Cr

Mn

V

C

Σ

5.65 0.027 0.137 0.012 0.418 6.244
5.323 0.023 0.129 0.02 0.394 5.889

Table 4. Elemental content of M(C,N) in steel samples 0.12 V and 0.23 V.

40
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Σ
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Figure 5. X-ray diffraction (XRD) pattern of steel samples 0.12 V (black) and 0.23 V (red).
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Figure 6. Transmission electron microscopy (TEM) images of sample 0.23 V showing (a) V(C,N)
particles in proeutectoid ferrite, and (b) pearlitic ferrite.
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Figure 7. Average size and size distribution of V(C,N) in samples 0.12 V (red) and 0.23 V (black).

3.3. Strength and Hardness
The ultimate tensile strength (UTS), yield strength, Vickers hardness (HV), and microhardness
of the proeutectoid ferrite and pearlite increased considerably with the increase in V content
(Figures 8 and 9). However, the elongation and section shrinkage of the steels were similar.
The microstructure of the steels were proeutectoid ferrite and pearlite. The strength of the multiphase
mainly depends on the soft phase; thus, because the proeutectoid ferrite content was lower in the steel
samples, the effect of pearlite on the strength was also considered.
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Figure 8. Ultimate tensile strength (closed squares, red triangles), yield strength (open squares), and
Vickers hardness (red triangles) for the investigated steels (0.03, 0.12, and 0.23 wt % V).
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Figure 9. Microhardness of proeutectoid ferrite and pearlite in investigated steels (0.03, 0.12, and 0.23
wt % V).

Gladman et al. [7] used regression analysis to describe the relationship between steel strength
and the strength and volume fraction of proeutectoid ferrite and pearlite, as expressed in the
following equation:


1

1

σys = f α3 σα + 1 − f α3 σP ,

(2)

where σys , σα , and σp are the yield strengths of the steel, proeutectoid ferrite, and pearlite, respectively.
f α is the volume fraction of proeutectoid ferrite. In contrast to low-carbon steel and eutectoid steel, in
proeutectoid steel, the strength of proeutectoid ferrite increases with the volume fraction of pearlite,
which is independent of the size of the proeutectoid ferrite grains. The strength and microhardness
of pearlite also increases with the pearlite volume fraction, independent of the pearlite interlamellar
spacing [14]. As the V content increased from 0.03 to 0.12 wt %, the volume fraction of pearlite
decreased. Therefore, the reason for why the strength of 0.12 V steel is higher than that of 0.03 V steel
is basically independent of the change in pearlite volume fraction; upon increasing the V content from
0.12 to 0.23 wt %, the pearlite volume fraction remained unchanged. Therefore, the yield strength
change of sample 0.23 V was independent of the grain reﬁnement, in contrast to sample 0.12 V.
The yield strength was also affected by the solid solution elements and the precipitated phase. The
V contents in the solid solutions in 0.03 V, 0.12 V, and 0.23 V steels of 0.03, 0.045, and 0.045 wt %,
respectively, showed negligible differences at 860 ◦ C. The contents of other elements were also similar.
Therefore, the increase in strength was independent of solution strengthening.
Previous analysis has been based on the assumption that the strength of pearlite is independent
of interlamellar spacing. However, Gladman et al. [7,15,16] concluded that the strength of pearlite is
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related to interlamellar spacing, and this is described by the following strength formula for proeutectoid
steel [7]:
 1

1
1
1
σys = 15.4 f 3 2.3 + 3.8(%Mn) + 1.13dα −2 + 1 − f 3 11.6 + 0.25S−2 + 4.1(%Si ) + 27.6(%N ) (3)
where f is the volume fraction of ferrite (%), dα is the grain size of ferrite (mm), and S is the interlamellar
spacing of pearlite (mm). We calculated that the yield strength increases of samples 0.12 V and 0.23 V
compared with sample 0.03 V were −13 and 1 MPa, respectively. Thus, the increase of yield strength
in this experiment was independent of ﬁne crystal reinforcing and solution strengthening.
The precipitation strengthening of V in medium-carbon steel can be described by the
Ashby–Orowan model [17]. Therefore, the increase in precipitation strengthening was calculated
by the following equation obtained from the Ashby–Orowan model [13]:
σp = 8.995 × 103

f 1/2
ln(2.417d)
d

(4)

where d is the average diameter of the precipitate particles (nm) and, f is the volume fraction of the
ρ
precipitated phase (%),which is obtained from f = f MC × ρ Fe , and where fMC is the mass fraction of
MC

the precipitated phase (wt %), ρ Fe is the density of the α-Fe matrix, which is 7.875 g/cm3 , and ρ MC is
the theoretical density of the precipitated phase. Because the atomic weight of Cr is close to that of V, it
was regarded as equivalent to V. The N content was negligible, the nominal formula of phase MC in
the experimental steel was identiﬁed as VC, and the density of VC is 5.717 g/cm3 .
To further explain the calculated effect for overall strengthening, calculation results of precipitation
hardening increments are shown in Table 5, and the effect of a precipitated phase of different sizes was
superimposed on the root mean square [10]. The increases in precipitation strengthening for samples
0.12 V and 0.23 V were calculated as 83 and 147 MPa, respectively, and they were mainly produced by
particles that were smaller than 60 nm in diameter.
Table 5. Calculations results of precipitation hardening increments.
Sample Size (nm)

1–5

5–10

10–18

18–36

36–60

60–96

96–140

0.12 V
0.23 V

57.4
116.3

32.7
46.5

34.9
60.0

33.1
43.8

14.6
19.1

6.8
8.4

3.0
4.5

140–200 200–300
2.4
3.2

0.8
2.2

The effect on solution strengthening, ﬁne crystal strengthening, and precipitation strengthening
was similar to the tensile strength and yield strength. Therefore, precipitation strengthening was the
most important strengthening factor.
3.4. Impact Toughness
The Charpy impact energies of the steel samples are shown in Figure 10. As the V content
increased, the impact energies initially increased, reached a maximum at a V content of 0.12 wt %, and
then decreasing sharply. The impact specimens did not contain inclusions at the crack origins.
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Figure 10. Charpy impact energies for the investigated steels (0.03, 0.12, and 0.23 wt % V).

The volume fraction of proeutectoid ferrite, the size of austenite grains and pearlite colonies
and blocks, and pearlite interlamellar spacing affect the toughness of hypoeutectoid steel [5,8].
When the V content increased from 0.03 to 0.12 wt % (samples 0.03 V and 0.12 V), the volume
fraction of proeutectoid ferrite increased, increasing the impact toughness. The effect of austenite
grain reﬁnement on toughness occurred via the pearlite substructure. The ferrite/cementite interface
hardly changed the direction of crack propagation, which showed that although the cementite lamellae
inhibited the dislocation slip, they did not inhibit the growth of cleavage cracks, unlike traditional
grain boundaries [18]. Pearlite interlamellar spacing has little effect on toughness. Alexander and
Bernstein [18,19], and Mishra and Singh [20] have shown that reﬁnement of the interlamellar spacing
increases both the cleavage fracture stress and the yield strength. The larger the ratio of cleavage
fracture stress to yield strength, the more difﬁcult it is for cleavage fracture to occur, and the higher the
toughness. The cleavage fracture stress and yield strength are calculated by [19]:
σ f c = 156.5S−1 + 423.8,
σy = 73.1S−1 + 99.3,

(5)

where σfc is the cleavage fracture stress (MPa), σy is the yield strength (MPa), and S is the pearlite
interlamellar spacing (μm). The ratios of cleavage fracture stress to yield strength were 2.52, 2.49, and
2.46 for samples 0.03 V, 0.12 V, and 0.23 V, respectively. Although the reﬁnement of the interlamellar
spacing in the experimental steel may slightly reduce the toughness, the overall effect was negligible.
The effect of austenite grain size on the size of the pearlite blocks is much greater than that on the
size of the pearlite colonies, and the pearlite blocks control fractures [16,21,22]. The microstructures of
the steels were observed by EBSD, and the pearlite block size and large-angle interface were analyzed
(Figures 11 and 12). The pearlite block size was counted according to the large-angle interface (>15◦ ),
and the density of the high-angle ferrite boundaries was calculated. The average size of the pearlite
blocks for the 0.03 V, 0.12 V, and 0.23 V steels were 11.2, 8.2, and 7.9 μm, respectively. Large-angle
interfaces hinder cracks, and the greater the interface density, the greater the toughness. Table 2 shows
the ferrite interface density (total interface length per unit area; >15◦ ) in the steel samples. When the
V content was increased from 0.03 to 0.12 wt % (samples 0.03 V and 0.12 V), the size of the pearlite
blocks decreased, and the high-angle boundary density increased with the austenite grain reﬁnement.
Thus, the remarkable increase in the toughness was mainly due to the reﬁnement of the microstructure,
although the increase in the volume fraction of proeutectoid ferrite also increased the toughness.
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Figure 11. Distribution of the pearlite block size in samples 0.03 V (red), 0.12 V (green), and
0.23 V (blue).

Figure 12. Ferrite orientation maps for samples (a) 0.03 V; (b) 0.12 V; (c) 0.23 V. Red lines represent
high-angle boundaries (>15◦ ), and green lines represent low-angle boundaries (5◦ –15◦ ).

When the V content was increased from 0.12 to 0.23 wt %, V had little effect on the microstructure
reﬁnement, and the reﬁnement of the pearlite blocks and the increase in the density of the high-angle
boundaries were not important. Besides, the volume fraction of the proeutectoid ferrite is equivalent.
Theoretically, the toughness values of the steels should be similar. However, the toughness of sample
0.23 V was substantially lower. As the V content increased, the microhardness of the proeutectoid
ferrite and pearlite increased considerably (Figure 11).
The hardening of pearlite is mainly controlled by ferrite, although it is also affected by the
interlamellar spacing. The effect of the interlamellar spacing on the strength and hardness was small.
In hypoeutectoid steel, when the interlamellar spacing is less than 627 nm, the overlapping of the plastic
deformation zone in ferrite will increase its hardness and reduce the toughness. As the interlamellar
spacing decreases, the overlapping of the plastic deformation zone in pearlitic ferrite increases the
strength and hardness, and reduces the toughness. When the spacing is smaller, the hardening reaches
saturation, and the change in strength, hardness, and toughness tends to zero [13,22,23]. In this
study, the interlamellar spacing of pearlite was small, and the hardening of the ferrite obtained by the
reﬁnement of the lamellar spacing may have reached the limit. Combined with the results obtained
from Equation (5), the interlamellar spacing has little effect on the hardening of ferrite. There was a
coherent or semi-coherent relationship between the precipitated V(C,N) and the matrix, which greatly
increased the friction resistance between the crystal lattices and limited the plastic deformation of
ferrite , thereby hardening the ferrite [13,24]. Combined with the microhardness, as the V content
increases, the hardness of the proeutectoid ferrite and pearlite increases. In the analysis of strength and
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hardness, it can be seen that precipitation strengthening is the most important strengthening factor.
The addition of V increased the volume fraction of ferrite and reﬁned the structure, while hardening
the ferrite. At a V content of 0.03 wt %, V was completely dissolved in the microstructure, resulting
in a small effect on strengthening and toughening. When the V content was increased to 0.12 wt %,
the microstructure reﬁnement and increase in the volume fraction of ferrite were greater, and the
precipitation strengthening was lower. Thus, the positive effect of grain reﬁnement on toughness
outweighed the negative effect of ferrite hardening, increasing the impact toughness substantially.
When the V content was increased to 0.23 wt %, the effect on the grain reﬁnement was smaller,
but the precipitation strengthening continued to increase. The decrease in toughness caused by
ferrite hardening was much greater than the positive effect of grain reﬁnement and the increase in
proeutectoid ferrite volume fraction, and the impact toughness was reduced.
4. Conclusions
In medium-carbon wheel steel, the effect of precipitation strengthening increased with increasing
V content, and the grain reﬁning effect and the volume fraction of proeutectoid ferrite initially increased,
and then remained unchanged. The yield strength, tensile strength, and hardness of the steels increased
substantially with increasing V content, owing to the precipitation strengthening by V(C,N) particles.
As the V content was increased from 0.03 to 0.12 wt %, the size of the austenite grains and pearlite
blocks decreased, and the density of the high-angle boundaries and the volume fraction of proeutectoid
ferrite increased. The positive effect of grain reﬁnement on toughness was greater than the negative
effect of ferrite hardening caused by precipitation strengthening, and the impact toughness was
improved. However, at 0.23 wt % V, the grain reﬁning effect did not increase, whereas the precipitation
strengthening increased. Thus, the negative effect of the ferrite hardening on toughness was greater
than the positive effect of the grain reﬁnement, and the impact toughness was reduced.
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Abstract: The occurrence of abnormal grain growth (AGG) of austenite during annealing is a serious
problem in steels with carbide and/or nitride particles, which should be avoided from a viewpoint
of mechanical properties. The effects of cold deformation prior to annealing on the occurrence of
AGG have been investigated. It was found that the temperature range of the occurrence of AGG is
shifted toward a low temperature region by cold deformation, and that the shift increases with the
increase of the reduction ratio. The lowered AGG occurrence temperature is attributed to the ﬁne
and near-equilibrium AlN particles that are precipitated in the cold-deformed steel, which is readily
dissolved during annealing. In contrast, coarse and non-equilibrium AlN particles precipitated in the
undeformed steel, which is resistant to dissolution during annealing.
Keywords: austenite; abnormal grain growth; cold-deformation; precipitate

1. Introduction
Microalloying has been used as an important austenite grain reﬁnement technology in steels.
Austenite grain growth can be inhibited by microalloying, which causes the precipitation of
second-phase particles in austenite [1–5]. Abnormal grain growth (AGG) frequently occurs in
micro-alloyed steels during annealing. The austenite grain growth of the micro-alloyed steels usually
experiences “normal → abnormal → normal” growth modes in sequence, with an increase of the
annealing temperature [5]. AGG occurs within a certain temperature range during annealing, which is
referred to as an AGG temperature range. The AGG temperature range of steels is an important factor
in designing the heat treatment to achieve ﬁne-grained products.
The austenite grain growth behavior in low-alloy steels is largely dependent on the stability of
second-phase particles. At low temperatures, the second-phase particles are stable, and the austenite
grain boundaries can be effectively pinned by the particles. The grain growth is thus greatly retarded.
However, at relatively high temperatures, the second-phase particles become unstable, and they
readily dissolve or coarsen [5]. Then, some of the austenite grains may become unpinned, and they
may grow much faster than the matrix grains. This leads to the occurrence of AGG [6]. There is
a transition temperature at which the austenite grain growth switches from normal grain growth
(NGG) to AGG mode. This transition temperature is referred to as a grain coarsening temperature,
Tc [7]. In addition, at temperatures that are much higher than the Tc , NGG resumes, due to the
almost complete dissolution of the pinning particles, and the grain growth becomes free [5]. Hence,
there is another transition temperature, the AGG ﬁnishing temperature (Tf ), at which the grain growth
switches from AGG to NGG mode. Tc and Tf are important parameters for understanding the grain
growth behavior of austenite.
Metals 2018, 8, 1004; doi:10.3390/met8121004
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Cold-deformation, such as cold-rolling, hammering, or cold-forging, has been widely used in
the steel manufacturing process. It was found that hot-deformation could accelerate the nucleation
and coarsening of the second-phase particles due to the large amount of dislocation that is introduced
into the steels by deformation [8–10]. In addition, previous studies [11–13] have revealed that
cold-deformation also has a strong inﬂuence on the precipitation and growth of the precipitates
during subsequent annealing. It was found that the second-phase particles were ﬁner and distributed
more uniformly by cold-deformation [11]. Meanwhile, cold-deformation makes the precipitates
resistant to coarsening [11,12].
The grain growth behavior of austenite relies on the presence of second-phase particles. Therefore,
it is expected that the cold-deformation should have a strong inﬂuence on the AGG temperature range
of the low-alloy steels. However, previous works have mainly focused on the effect of cold-deformation
on the precipitation or coarsening behaviors of second-phase particles. Rare attention has been
paid to its inﬂuence on austenite grain growth behavior. Recently, it was reported by the present
authors [13,14] that an inhomogeneous distribution of AlN particles in ferrite/pearlite banded steel
became homogeneous, due to cold-deformation prior to austenization, which increased the low Tc of
the banded steel signiﬁcantly. However, to the best of the authors’ knowledge, no systematic work has
been reported regarding the effects of cold deformation on the AGG temperature range of austenite.
The present study has been undertaken to clarify the effects of cold-deformation on austenite grain
growth behavior in solution-treated low-alloy steel. It was found that the AGG temperature range of
austenite is shifted toward the lower temperature region by applying prior cold-deformation.
2. Materials and Methods
The composition of the low-alloy steel used in the present study is displayed in Table 1. The
solubility of AlN in austenite can be written as [15]:
Log[Al][N] = 1.03 − 6770/T

(1)

Where [Al] and [N] represent the solubilities of aluminum and nitrogen at the absolute temperature T.
According to Equation (1), the complete dissolution temperature of AlN in the current steel was
calculated to be 1453 K. To completely dissolve the AlN, and to eliminate the banded segregation of
Mn, the solution treatment temperature and time was designed to be 1573 K for 2 h. After the solution
treatment, the specimen was air-cooled to room temperature.
Table 1. Composition of the steel used in this study (wt %).
C

Mn

Si

P

Al

N

Fe

0.2

0.8

0.2

0.015

0.04

0.006

Bal.

The cold-deformation was carried out by cold-rolling, with reduction ratios ranging from 10
to 70%. Both the solution-treated (ST), and solution-treated and deformed (STD) specimens were
annealed at temperatures between 1173–1473 K for various periods, as schematically shown in Figure 1.
The heating rate of the specimens was about 5 K/s. After annealing, the specimens were quenched in
ice water to freeze the microstructure. The specimens were cut and mechanically polished to obtain a
mirror-like surface. To reveal the prior austenite grain boundaries, the specimens were etched in a
supersaturated picric acid solution at 333 K. The microstructure was characterized by using an optical
microscope (OM). The well-known linear intercept method was used to evaluate the mean austenite
grain size. About 450 to 550 intercepts were counted for each sample.
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Figure 1. Schematic illustrations of the annealing treatment.

The AlN particles were characterized by using transmission electron microscopy (TEM, JEOL
JEM-2010, JEOL Ltd., Tokyo, Japan) equipped with energy dispersive spectroscopy (EDS) operating at
200 kV on carbon extraction replicas eroded off the specimens. At least a thousand AlN precipitates
were measured for each case to evaluate the volume fraction and particle sizes.
The volume fraction of the AlN precipitates from the carbon extraction replica can be calculated
based on the McCall-Boyed method [16] as follows:

f =

1.4π
6




ND3
,
V

(2)

where N is the number of the precipitates, D is the mean diameter of the particles, and V is the volume
of the matrix from which the precipitates were extracted. The thickness of the matrix can be assumed
as the mean diameter of the particles [17]. Thus, Equation (2) can be written as:

f =

1.4π
6




ND2
,
S

(3)

where S is the area of the corresponding matrix.
3. Results and Discussion
3.1. Austenite Grain Growth Behavior
Figure 2 shows the prior austenite grain structures (now martensite after quenching) of the
solution-treated (ST) specimens after annealing at different temperatures for various periods of time.
Microstructure observation revealed that the austenite grain growth during annealing at 1298 K is
very slow and the prior austenite grain size almost has no change. Hence, only the microstructure
after annealing at 1298 K for 1800 s is shown Figure 2a. It is clear that ﬁne and uniform prior austenite
grain structures were formed, which is attributed to the occurrence of NGG. However, mixed prior
austenite grain structures were formed after the specimen was annealed at 1323 K for 60 s, as shown in
Figure 2b, where abnormal coarse grain (as indicated by the red arrow) mixed with ﬁne matrix grain
structures (as indicated by the black arrow) were observed. After a prolonged holding time of up to
1800 s, extremely coarse grain structures were developed (Figure 2c). Hence, typical AGG occurred at
this temperature. After the sample was annealed at 1423 K for 1800 s, slightly coarse but uniform grain
structures were formed (Figure 2d). This indicates that the grain growth switched to NGG mode again.
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Figure 2. Prior austenite grain structures of the solution-treated (ST) specimens after annealing at (a)
1298 K for 1800 s, (b) 1323 K for 60 s, (c) 1323 K for 1800 s, and (d) 1423 K for 1800 s. The red and black
arrows in (b) to indicate the abnormal coarse and ﬁne matrix grains, respectively.

According to the above results, the occurrence AGG led to extremely coarse grain structures, while
the NGG led to relatively ﬁne grain structures after annealing. Therefore, the mean austenite grain
size of the ST specimens after annealed at various temperatures for 1800 s were plotted in Figure 3a
to show the austenite grain growth behavior during annealing. The average austenite grain sizes
after annealing at 1298 K (Figure 2a), 1323 K (Figure 2c), and 1423 K (Figure 2d) are indicated by a
black solid, red solid, and open arrows, correspondingly. From Figure 3a, it can be seen that the prior
austenite grain size is ﬁne, and that it has almost no change below 1298 K. This indicates that the
austenite grain growth was greatly retarded, and it grew under the NGG mode below 1298 K. The
coarse grains that were formed by AGG appeared at intermediate temperatures. Slightly coarse grains
that were formed by NGG appeared at high temperatures. Therefore, the ST specimens experienced
“normal → abnormal → normal” grain growth modes that were usually observed in the micro-alloyed
steels [5]. The grain growth modes and the transition temperatures of Tc and Tf are indicated in
Figure 3a. It is necessary to point out that the grain growth behaviors were examined carefully by
changing the annealing temperatures within 25 K intervals, and that only partial results are shown in
Figure 3a.
To understand the effects of cold-deformation on the austenite grain growth behavior, the average
austenite grain sizes at various temperatures in the solution-treated and cold-deformed by 50%
(STD-50%) specimens were examined. The measured austenite grain size as a function of annealing
temperature is summarized in Figure 3b. A similar grain structure changing tendency was observed
as in that of the ST specimens; viz., a ﬁne grain structure at low temperatures, a coarse grain structure
at intermediate temperatures, and slightly coarse and uniform grain structures at high temperatures.
Therefore, the STD-50% specimen experienced “normal → abnormal → normal” grain growth modes
as well. The prior austenite grain structure evolution process was similar to that of the ST specimens,
but at different temperatures; therefore, the microstructures are not shown here again. Importantly,
comparing Figure 3a,b shows that the AGG temperature range was shifted toward a low temperature
by cold-deformation.
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Figure 3. Average prior austenite grain sizes of the (a) ST and (b) solution-treated and cold-deformed
by 50% (STD-50%) specimens after annealing at various temperatures for 1800 s.

To gain an overall image of the effect of cold-deformation on austenite grain growth behavior, the
austenite grain growth modes against annealing temperatures in the specimens deformed with various
reduction ratios are summarized in Figure 4. The “normal → abnormal → normal” grain growth modes
occurred in all the specimens. Importantly, the AGG temperature range was gradually depressed
toward low temperatures with the increase in the reduction ratio, which was almost saturated up to
70%. The decreased Tc and Tf temperatures, induced by the cold-deformation, can be explained by its
inﬂuences on the evolution of the AlN precipitates, which is discussed in the following section.
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Figure 4. Austenite grain growth behavior against annealing temperatures in the specimens deformed
at various reduction ratios.

3.2. The Evolution of AlN Precipitates
As reviewed in the Introduction, the stability of the second-phase particles during annealing plays
a key role in the austenite grain growth behavior. To understand the reasons for the suppression of the
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AGG temperature range by the cold-deformation, the evolution of the AlN particles were carefully
studied by TEM observations. The volume fractions and sizes of the AlN particles in both the ST
and STD-50% specimens quenched from various temperatures from 1073 to 1353 K are summarized
in Figure 5a,b, respectively. For comparison, the equilibrium volume fraction of the AlN particles
calculated from Equation (1) is also plotted in Figure 5a, as shown by the blue broken line.
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Figure 5. (a) Volume fraction and (b) size of the AlN particles in the ST and STD-50% specimens after
annealing at various temperatures for 1800 s. TEM images of the AlN particles (indicated by the black
arrows) in (c) ST and (d) STD-50% specimens after annealing at 1173 K for 1800 s.

It should be pointed out that after the solution treatment, the AlN precipitates should have been
fully dissolved into the austenite. It was reported that the precipitation of AlN is difﬁcult during
the cooling process, and that it is sensitive to the cooling rate [18–20]. The precipitation of AlN can
be entirely suppressed at a cooling rate larger than 1 K/s [21], which is approximately equivalent to
air cooling a 50 mm diameter steel bar [22]. Therefore, the AlN precipitation during the air-cooling
process is negligible in this study. The AlN precipitates should mainly be re-precipitated during the
reheating process in both the ST and STD specimens.
According to the precipitation-time-temperature (PTT) diagram of AlN [23], the AlN precipitation
should have been completed below 1073 K in the current steel during the annealing process. Therefore,
the AlN particles within the specimens quenched from 1073 K (ferrite + austenite two phase region)
were examined. According to Figure 5a,b, ﬁne- and near-equilibrium AlN particles precipitated in
the STD-50% specimen at 1073 K. Meanwhile, a much lower volume fraction of the AlN particles
than the equilibrium was precipitated in the ST specimen. These indicate that the AlN particles
have been almost fully precipitated in the STD-50% specimen, while the AlN particles were only
partially been precipitated in the ST specimen. The near-equilibrium precipitation in the STD-50%
specimen should result from the dislocation-induced precipitation of AlN [11]. It needs to point
out that the slightly overestimated AlN volume fraction in the STD-50% specimen compared to the
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equilibrium prediction should be caused by the differences between the metallographic observation
and theoretical calculation.
It is necessary to point out that as the annealing temperature was raised up to 1173 K (just after the
ferrite-to-austenite transformation), the AlN particles in the STD-50% specimen were less coarsened
than that of the ST specimen (Figure 5b). This could be more clearly seen from the TEM images of the
AlN particles in both the undeformed and cold-deformed specimens after annealing at 1173 K for 1800 s,
as shown in Figure 5c,d, respectively. Smaller AlN particles were formed in the STD-50% specimen,
than that of the ST specimen. Therefore, the AlN particles in the prior cold-deformed specimen had
sluggish growth kinetics. This may strongly inﬂuence the dissolution behavior of the precipitates
at high temperatures. Similar phenomena have also been reported by Furubayashi et al. [11] and
Kesternich [12], while the mechanism(s) for this are still not very clear.
Regarding the pinning effect of the second-phase particles, there is a maximum radius of the
precipitates, rcrit , for pinning the grain growth [6]. That is, only the ﬁne second phase particles with a
radius smaller than rcrit , can effectively pin the grain boundaries. The rcrit can be expressed as [6]:
rcrit = 3

R0 f
(3 − 4/Z )−1 ,
π

(4)

where R0 is the average grain size, Z is a parameter that is used to represents the inhomogeneity of
the initial grains, and f is the volume fraction of second-phase particles. It is obvious that for a given
uniform initial grain structure, rcrit linearly decreases with the decrease of f [6].
According to Figure 5a, the fraction of the AlN particles is stable in the STD-50% specimen below
1 in Figure 5a). Therefore, both the rcrit and the pinning force, which
1223 K (as indicated by symbol 
is proportional to f /r [6] (here, r is the average radius of the pinning particles), may have no obvious
change, and the grain boundaries can be well-pinned. This results in the sluggish austenite grain
growth kinetics in the STD-50% specimens below 1223 K, as shown in Figure 3b. However, when the
2 in Figure 5a), the fraction of the
annealing temperature was increased up to 1248 K (position 
AlN particles in the STD-50% specimen decreased obviously. This may be caused by the accelerated
diffusion rates of the elements at elevated temperatures, the increased solubility of the AlN in austenite,
and the easy dissolution of the ﬁne AlN particles in the STD-50% specimen. Hence, the rcrit may
decrease, according to Equation (4). Then, the volume faction of the AlN precipitates available to
pin the grain boundaries may decrease steeply at 1248 K. This may cause the occurrence of AGG at
this temperature.
As for the ST specimen, the fraction of AlN particles were almost constant until 1298 K (position
3 in Figure 5a). Therefore, both rcrit and the pinning force were stable, and thus the grain growth

could be effectively retarded. This agrees with the observed sluggish grain growth kinetics below
4 in
1298 K in Figure 3a. However, as the annealing temperature was raised up to 1323 K (position 
Figure 5a), the fractions of the AlN particles were decreased, and the rcrit may decrease accordingly.
This may result in the occurrence of AGG in the ST specimen, as shown in Figure 2b,c.
According to the discussion above, it can be concluded that the change in the volume fraction of
the AlN particles during annealing plays a key role in the austenite grain growth behavior. The rapid
decrease in the AlN volume fraction may greatly change the rcrit , and then the effective volume fraction
of the second phase particles to pin the gain boundaries may decrease dramatically, which may result
in the occurrence of AGG.
As reviewed in the Introduction, the transition from AGG to NGG mode occurs at high
temperatures when the AlN precipitates are nearly completely dissolved, and the grain growth
becomes free. According to Figure 5a, the fractions of the AlN particles in both the deformed and
undeformed specimens were low at 1353 K. Experimental results revealed that AGG occurred within
60 s when the ST specimen was annealed at 1353 K, while NGG occurred in the STD-50% specimen,
even after a longer holding time (Figure 3b). The average diameters of the AlN particles in ST and
STD-50% specimens after annealing at 1353 K for 0 s were evaluated to be around 60 and 30 nm,
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correspondingly. It was reported that the dissolution time and the size of the precipitates had a
parabolic relationship [23]. Accordingly, the dissolution time of the AlN particles in the ST specimen
was around four times that in the STD-50% specimen. Therefore, it was possible that the ﬁne AlN
precipitates in the STD-50% specimen dissolved very quickly during annealing, which made the grain
growth become free and change to the NGG mode. However, since the dissolution of the coarse
precipitates in the ST specimen took a longer time, AGG could occur. To quickly dissolve the relatively
large AlN precipitates in the ST specimen, this required higher temperatures. This may promote the
AGG-to-NGG transition temperature to the higher temperature in the ST specimen.
According to the above discussion, cold-deformation results in the ﬁne and near-equilibrium
precipitation of the AlN particles, which are readily dissolved during the heating process, due to
the increase in the solubilities of Al and N in austenite. However, non-equilibrium and coarse AlN
precipitates formed in the undeformed specimen, which were resistant to dissolution during the
heating process. These should be the reasons for the suppression of the AGG temperature range by the
prior cold-deformation.
4. Summary
In summary, the study of austenite grain growth behavior in a solution-treated low-alloy steel has
shown that cold-deformation prior to annealing shifts the abnormal grain growth (AGG) temperature
range of austenite toward a lower temperature region. The amount of shift increases with the increase
of the reduction ratio. The lowered AGG occurrence temperature is attributed to the effects of cold
deformation on the evolution of the AlN precipitates during annealing. TEM observations conﬁrmed
that a much lower volume fraction than the equilibrium and coarse AlN precipitates formed in the
undeformed steel, which is resistant to dissolution during annealing. However, prior cold-deformation
results in the ﬁne and near-equilibrium precipitation of AlN, which is readily dissolved at elevated
temperatures. This results in the shift of the AGG temperature range to lower temperatures from the
application of prior cold-deformation.
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