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Preface to ”Advance of Polymers Applied
Biomedical Applications: Cell Scaffolds”

to

Cells in vivo sense and respond to signals from their environment (e.g., other cells and
extracellular matrices) for their orchestrated behaviour and function. These signals exist in various
forms, including biochemical, electrochemical, structural, and mechanical signals. In vitro mimicry
of juxtacrine interactions has been achieved mainly through the use of polymers in regenerative
medicine and cell therapy. The notion of scaffolds, in particular, has been closely linked with
three-dimensional (3D) or semi-3D structures onto which or into which the cells grow and proliferate.
The primary function of scaffolds was initially structural support, providing physical sites for cell
adhesion and growth in three dimensions. However, recent scientiﬁc and technological developments
have advanced to enable the manipulation of cell behaviour and function, ultimately controlling cell
fate by the use of speciﬁc polymers, including supramolecular hydrogels.
The purpose of this Special Issue is to highlight the recent achievements in the use of
polymers as cell scaffolds on a broad scale, examining not only the use of polymers as cell
culture scaffolds, but also including polymer-based approaches for controlling interfacial interactions
of cells in vitro.

Herein are proposed new biomaterials as cell supports, such as injectable

copolymers or gelatin-based hydrogels for 3D bioprinting. In other reports, the incorporation of
inorganic or organic ﬁllers into polymer matrices has been attempted to improve the structure
and function of biomaterials, exempliﬁed by the reinforcement of poly(”-caprolactone) (PCL) with
calcium-containing mesoporous particles or tricalcium phosphate; poly(lactic-co-glycolic) (PLGA)
with biphasic calcium phosphate or nanohydroxyapatite; poly(lactic acid) (PLA) with Fe3O4
nanoparticles; and poly(3-hydroxybutyrate-co-3-hydroxyvalerate) with calcium silicate. Natural
polymers also have been combined with distinct ﬁllers: Human mesenchymal stem cells (hMSCs)
differentiation could be regulated by the addition of hydroxyapatite to chitosan-based scaffolds;
and alginate hydrogels may be reinforced with cellulose nanoﬁbrils.

More complex systems

were envisaged for some speciﬁc cases, such as the inﬁltration of photo-crosslinkable hyaluronic
acid hydrogels in fused deposition-manufactured composite scaffolds of hydroxyapatite and
poly(ethylene glycol)-b-PCL.
Scaffold geometries beyond the conventional porous 3D supports are also explored in this Special
Issue. Membranes made of biodegradable or natural polymers are proposed, including multilayered
free-standing ﬁlms made of polysaccharides as a potential platform for the formation of human
adipose-derived stem cell aggregates. Quasi-3D PCL supports were prepared by electrospinning
for breast cancer cell culture. In another study, tubular PLGA-based structures were developed to
be used as scaffolds for small-diameter vascular tissue engineering, and micro-needle cuffs were
investigated for perivascular drug delivery. Surface modiﬁcations, another fundamental approach
to enhance cell interactions to scaffolds, are also presented: catechol-conjugated dextran is reported
as a surface coating material, showing antiplatelet capabilities; plasma treatment was studied in the
modiﬁcation of polyethylene terephthalate. In another study, atomic force microscopy is suggested
as a powerful method for characterizing the scaffold surfaces. The manipulation of individual cells
is suggested as an emerging technique in cell scaffold research: the 3D single-cell assembly allowed
for structure formation without the need for artiﬁcial scaffolds; cells could be included as individual
entities or in the form of aggregates into hydrogels, exhibiting distinct behaviour in cartilaginous
tissue formation. In another paper, the coating of individual red blood cells was shown to radically
xi

change their behaviour, including immunogenicity.
In short, this Special Issue deals with important recent advances in cell-polymer interactions,
ranging from the design, fabrication, and modiﬁcation of cell scaffolds to single-cell manipulation,
by contribution from experts in their repective ﬁelds. We believe that this issue conveys useful
information to scientists and engineers in various ﬁelds including polymer scientists and biomedical
engineers
Insung S. Choi, João F. Mano
Special Issue Editors
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Characterization of Cell Scaffolds by Atomic
Force Microscopy
Jagoba Iturri * and José L. Toca-Herrera
Institute for Biophysics, Department of NanoBiotechnology, University of Natural Resources and Life Sciences,
Muthgasse 11, 1190 Wien, Austria; jose.toca-herrera@boku.ac.at
* Correspondence: jagoba.iturri@boku.ac.at; Tel.: +43-1-47654-80339
Received: 30 July 2017; Accepted: 16 August 2017; Published: 21 August 2017

Abstract: This review reports on the use of the atomic force microscopy (AFM) in the investigation
of cell scaffolds in recent years. It is shown how the technique is able to deliver information about
the scaffold surface properties (e.g., topography), as well as about its mechanical behavior (Young’s
modulus, viscosity, and adhesion). In addition, this short review also points out the utilization of the
atomic force microscope technique beyond its usual employment in order to investigate another type
of basic questions related to materials physics, chemistry, and biology. The ﬁnal section discusses in
detail the novel uses that those alternative measuring modes can bring to this ﬁeld in the future.
Keywords: cell scaffolds; atomic force microscopy

1. Introduction
Although the ﬁrst articles date from the mid-late 1990s and early 2000s [1–3], a quick search
by Scopus database for the terms “Atomic Force Microscopy (AFM) + scaffolds + cells” brings,
interestingly, only around 300 articles referring to them. From these results, it can be deduced that the
ﬁeld has still a long way to go. In the same line, the trend followed by the number of publications all
along these years speaks about a timid periodical increase in 5 years periods that, even though it does
not seem to deﬁnitely take off, stays as a very promising topic (see Figure 1).

Figure 1. Time evolution of the number of published works within the ﬁeld of cell scaffolds combined
with Atomic Force Microscopy.
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The design and development of cell scaffolds for tissue engineering purposes has undeniably
gained, on its own, more and more relevance in the last 30 years. The required biocompatibility of the
materials employed for constructing the scaffolds, accompanied by their ease for being either degraded
or metabolized, has become a challenge for researchers in both the biomedicine and materials science
ﬁelds. Scaffolds have to provide an architecture on which seeded cells can organize and develop into
the desired organ or tissue prior to implantation [4]. By means of this tissue engineering process the
risks of immunological responses (rejections or viral infections) are certainly decreased and almost
supressed. Among the requirements that scaffolds should fulﬁl for having an optimal function,
they must pay attention to their topography and mechanical properties, factors which undoubtedly
inﬂuence the way cells proliferate, organize, and give rise to a new tissue [5–8].
In this regard, atomic force microscopy is a well-suited and popular technique to analyze
topographical features and mechanics at the nanoscale. Up to date AFM has been widely used,
due to its unmatched resolution, in material science, physical chemistry, chemical physics, surface
science, and almost all the ﬁelds related to the molecular scale [9–11]. However, over the last 20 years
AFM has also become a standard tool in life sciences for studying biological phenomena, varying from
surface topography [12–14], to structural studies [15], to the quantiﬁcation of interactions between
biomolecules [16,17]. Then, AFM results in a highly valuable complement to other characterization
techniques currently employed by the cell scaffolds community.
In this document, we perform a brief overview of the different published results that have
covered so far this exciting topic of AFM together with scaffolds of a different nature, and of the way
these were experimentally obtained. Special attention is paid to the material/system forming the
matrix of the scaffold, as well as to the AFM measuring mode employed. For the reader’s guidance,
the covered scaffold examples have been divided, merely attending to the authors’ personal criteria,
into ﬁve major topics. The ﬁrst four represent very general systems, where the usage of quite standard
polymers as building blocks (i.e., polyurethane or polylactide) is in a majority. The ﬁfth group, in turn,
presents the use of diverse biopolymers and biomolecules, either with the Arg-Gly-Asp tripeptide
(commonly known as RGD) moieties or without them. The decision to make a group apart with them
derives from their capability, in some cases, to undergo self-assembly, together with their unique
conditions for speciﬁc cell recognition. By the mentioned spontaneous arrangement they are capable
of forming diverse structures that would hardly ﬁt into one of the other categories exclusively. In turn,
the focus of AFM measuring modes has principally been set on the different mechanical studies
covered by the literature rather than on topography imaging, since the former are less extended and
well-known. These mechanical analyses of cell scaffolds include elastic moduli, adhesive properties,
and more sophisticated analyses like single chain stretching and/or the so-called single-cell probe force
spectroscopy, where a living cell acts as a measuring probe, allowing quantitative characterization
of what the cell-to-scaffold afﬁnity can be. Bibliographic references regarding all these systems
and measuring methodologies will be covered in this report. Furthermore, for the sake of a better
understanding of these concepts, we will very brieﬂy introduce the atomic force microscope as both
an imaging and a mechanical machine, and discuss different methods that might be future interest for
the community.
2. Atomic Force Microscopy, a Versatile Tool
Since its appearance in the mid-80s, in consequence of the ﬁrst probe microscopes developed [18],
atomic force microscopy has become a very popular and useful tool to characterize matter at both the
nano- and micro-scale levels. Through the years, together with its continuous evolution and technical
implementation, AFM has shown high versatility and an almost on demand adaptive capability.
The systems covered in this 30-year range, i.e., from Deoxyribonucleic acid (DNA) strands up to
eukaryotic cells, traversing many soft/hard materials, have contributed to its extended reputation and
its presence in many (nano) biotechnology laboratories. Neverthless, its potential use is still sometimes
underestimated and certainly limited to only a few of its operating features. We then consider it

2

Polymers 2017, 9, 383

crucially important to emphasize the role that this technique could play, in co-operation with other
complementary techniques, in a ﬁeld of growing interest like that of cell scaffolds.
2.1. AFM as an Imaging Machine
Atomic Force Microscopy has proven to be a solid alternative to other microscopy techniques
(i.e., transmission and scanning electron microscopes) when investigating nano-scale structural features
of (bio)materials, under an aqueous environment and at different temperatures [19,20]. In the current
case, the sensing element is a ﬂexible cantilever with a sharp tip at the end, as shown schematically in
Figure 2A. The deﬂection of this cantilever is brought by tip-sample interaction and yields a continuous
shift in the reﬂected laser beam, as measured with a position detector (photodiode). In addition,
a piezo scanner moves the cantilever along the three dimensions. The topography of the sample is
thus obtained from translation of the tip/sample interaction-derived voltage variation, and the ﬁnal
image is delivered by computer processing.

Figure 2. Scheme showing the main measuring modes in Atomic Force Microscopy. (A) Imaging mode
and (B) Force Spectroscopy mode.

The most popular ways of obtaining topography imaging are contact and tapping modes.
In contact mode, the value of the repulsive force between tip and sample is kept ﬁxed during the
scanning of the sample. In tapping mode, in turn, the cantilever oscillates at its resonant frequency
(or close to) and when approaching the sample, the tip comes into intermittent contact with the surface.
This induces a reduction in the amplitude of the oscillations resulting from the tip-sample interactions.
The amplitude is then used as a feedback signal for topographic imaging. In this way, by recording the
3
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difference between the phase of the (set) drive signal and the phase of the cantilever response, a “phase”
image is obtained. For instance, this type of imaging has been used to deliver information about the
viscoelastic and adhesive properties of the sample [21,22] or, more recently, to resolve 3D structures
formed by electrolyte solutions near a solid surface [23]. The tapping mode, in comparison with the
contact mode, presents the advantage of reducing friction forces when scanning (soft) samples. In any
case, the scanning force should be always kept as low as possible to avoid sample damaging, unless
required, which implies the use of cantilevers of low (<0.1 N/m) spring constant values. Furthermore,
the current commercial AFM design and the available thermally-controlled ﬂuid cells allow measuring
at 37 ◦ C in different buffer solutions, in order to mimic body conditions and provide a stable system
for biological samples.
2.2. AFM as a Mechanical Machine
Imaging is not the only feature from atomic force microscopes, despite its extended use.
AFM devices can also be used as a “mechanical” machine allowing the investigation of adhesion and
surface forces [24,25], polymer elasticity [26,27], ligand-receptor forces [28,29], or cell mechanics [30–33].
In these experiments, an AFM-tip or a colloidal probe [34] is extended and retracted towards/from
the sample of interest by following exclusively the Z-axis. Such motion takes place under controlled
displacement speeds, as governed by the movement of the piezo. During this process, the deﬂection of
the cantilever is determined as a function of the displacement of the piezo-scanner [20], and the force
sensed by the cantilever is calculated using Hooke’s law (which is equal to the cantilever deﬂection
times of its spring constant). Therefore, the spring constant of the cantilever should be calculated in
every experiment. A review of the different experimental calibrating methods can be found in [35].
The force-distance curves recorded in this way (Figure 2B) can be divided into three clearly
distinguishable segments (approach, contact with the sample, and retraction). They can be described
as follows:

•

•

•

The approach curve delivers information about the existing repulsive or attractive forces between
the tip/colloidal probe and the sample (e.g., electrostatic, van der Waals, hydration, or entropic
forces). These type of measurements have been crucial for the understanding of molecular and
colloidal interactions [11,36–38].
The second part of the curve, during contact between the cantilever and the sample, provides
information about rheology-related properties (e.g., Young´s Modulus, stiffness, relaxation time,
and viscosity). The estimation of both the sample stiffness and elastic modulus (E) has been
described in [39,40]. In this regard, the Hertz model—in which the contact between two linear,
elastic spheres is described—is one of the most commonly used models to calculate the Young’s
modulus from an AFM force-distance curve [41]. However, this model presents some limitations,
mostly related to the omission of the adhesive forces, which limits its applicability on sticky
materials. Alternatively, the Derjaguin-Mﬁller-Toporov (DMT) and Johnson-Kendall-Roberts
(JKR) theories were developed to overcome such limitations [42]. Also, the employment of
indenter geometries different than spheres has given rise to additional adjustments, as with the
Sneddon model, which is applied for conical shapes [43] and the derivative equations developed
for quadratic pyramids or ﬂat indenters [44–46]. In addition, more information can be obtained by
keeping close contact between the tip and the material for a certain observation time (tobservation ),
which is normally denoted as the Dwell time. Depending on the measurement performed, either
the Z position of the head (Relaxation) or the load applied (Creep Compliance) are ﬁxed during
the contact. This induces the material to undergo structural rearrangement in response to the
load-induced deformation which, by extension, allows the obtaining of the compressive moduli
and viscosities of the material tested [47].
Finally, the segment depicting the retraction motion relates to adhesive forces, the existence of
tethers, and possible molecular unfolding events. The maximum adhesion (Fadh ) parameter,
or pull-off force, is indicative of the stickiness of the sample. It is brought by the minimum
4
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of the peak in the retraction segment. Additional pulling shows the recovery path followed
until achievement of the non-contact state. This tip-sample retraction can take place either via
tether formation, in the shape of uniform rupture events distanced by plateaus of zero force
variation [48], or when capturing individual molecules/chains, by means of saw-like adhesion
peaks to be ﬁtted by a worm-like chain (WLC) model [49,50].
It is worth mentioning that any interaction force depends on the distance between the interacting
bodies. The same applies for the estimation of the indentation caused by external pressure. Therefore,
an optimal detection of the contact point between tip and sample favors quantiﬁcation of the type of
interaction or physical quantity considered. In order to solve such an issue, it is worth highlighting
the work of Benitez et al. with R programming language [51], in which an algorithm covering the
statistical analysis of the slope changes of the curve is presented.
3. AFM and Cell Scaffolds: Literature Review
Based on the aforementioned measuring methods, some authors in the ﬁeld of cell scaffolds
have already explored the usefulness of Atomic Force Microscopy for testing different featuring
aspects of their engineered materials. A broad majority of these studies obtained an advantage
of the topography imaging aspects of the technique. In them, the reported research showed the
analysis of a large range of materials such as natural and synthetic polymers [52–54], collagen [55],
silk ﬁbroin [56–58], cellulose [59], peptides [60,61], graphene and carbon nanotubes (CNT) [62,63],
particles [64,65], or patterned structures [66,67]. This list, kept short for compact design reasons, could
include more ﬁeld-related articles. However, the ones here cited can undoubtedly be considered
an optimal representation of each of the systems shown. A more detailed description of the cases
commented has been included as a Supporting Material (Table S1).
In the following paragraphs, the description will be focused on those research works offering
a more alternative use of the AFM technique, in which characterization is tackled from the point of
view of mechanical properties. As already explained in the Introduction section, the studies under
consideration have been divided into ﬁve main sections, attending to the matrix forming the scaffold,
and are presented as follows:
3.1. Fibres
The group of ﬁbre-like cell scaffolds is the one that presents, by far, the largest number of
contributions. In the recent years, through the development of new materials and the re-deﬁnition
of some existing techniques, i.e., electrospinning, researchers have found an easy way of fabricating
nanometric ﬁbres of diverse composition and multiple potential applications. In this process, AFM has
become very useful in order to perform different mechanical characterization tests, ranging from
classical nanoindentation up to the trapping and stretching of individual ﬁbres, which leads to
discrimination between segments of the force-distance plot required for the respective analysis.
Thus, Dunne et al. (2014) performed indentation studies (approach segment) to determine the
apparent elastic modulus of dielectrophoresis-aligned nanoﬁbrous silk ﬁbroin-chitosan scaffolds under
alternating current frequencies and the presence of ions [68]. The same protocol was subsequently
followed to assess the apparent elastic modulus of human umbilical vein endothelial cells (HUVECs)
seeded onto these type of scaffolds. Horimizu et al. (2013) went for thick periosteal sheets with
enhanced cell layering [69]. Nano-indentation by AFM allowed distinguishing between the central and
peripheral regions by means of the peak stiffness values of cells. In a similar manner, Liu et al. (2014)
compared extra- to intra-ﬁbre-mineralized collagen scaffolds. They showed how these two systems
exhibit a different nanostructure. Furthermore, the intra-ﬁbrillar-mineralized scaffold, presenting
a bone-like hierarchy, was featured by a signiﬁcantly increased Young's modulus in both dry and wet
conditions if compared to the other one [70].
The retract segment was also used by Guarino et al. (2016) to characterize the inﬂuence of
hydroxyapatite crystals on PCL composite scaffold properties with relevant effects on their biological
5
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response [71]. Hence, AFM yielded a signiﬁcant increase of the pull-off (adhesion) forces from 33.7%
to 48.7%, and almost a two-fold increase in roughness, as determined by imaging. These results
could be also compared to complementary differential scanning calorimetry (DSC) analyses indicating
a reduction of the crystallization heat, from 66.75 to 43.05 J·g−1 . An analysis of the adhesive properties
was also used by Firkowska et al. in other alternative, ﬁbre-like scaffolds like that of the multi-walled
carbon nanotube (CNT)-based scaffolds [72]. This system represents a novel type of matrix composed
of layer-by-layer assembled polyelectrolytes together with crosslinked carbon nanotubes with regular
nano-topography. AFM investigation of the adhesion behaviour of the attached cells on the ﬁlms
assessed their cytocompatibility.
In a higher level of refinement and complexity, the experiments done by Baker et al. included
a combined atomic force microscope (AFM)/optical microscope setup to study the mechanical properties
of individual electrospun fibres. These were made of either poly-ε-caprolactone (PCL) (440–1040 nm of
diameter) [73] or fibrinogen (diameter = 30–200 nm) [74]. The AFM was used to stretch individual fibres
and to monitor factors such as elasticity and extension capability under both dry and wet conditions
which, as the authors claim, might provide enough mechanical data to guide the construction of
scaffolds and other biomedical devices based on these components. Such fine control over the tip
location was also employed by Spurlin et al. (2009) for absolutely different purposes [75]. In their case,
the AFM tip was applied over a defined region of enzyme tissue transglutaminase 2 (TG2)-treated fibrils
in order to perform loading and shearing force studies. Results indicated a 3-fold higher resistance of
treated vs. untreated fibrils, which apparently alters the contractile and proliferative response of the
material. The perturbation produced can be seen in Figure 3A.
3.2. Patterned Structures
The last publication mentioned above, where the AFM tip is locally utilized to produce structural
changes through shear forces under high loads, opens the path to introduce the use of this technique
into another group of systems, that of patterned surfaces. Hence, by means of controlling both the
force applied and the exact location of the interacting tip, researchers have already envisaged the use
of force microscopy to induce the formation of well-deﬁned patterns.
One could, for instance, employ the tip as a lithographic crayon. This was presented by
Podestà et al. (2005) in order to design chemical and morphological micro- and nanoscale
modiﬁcation of poly(2-hydroxyethyl methacrylate) (PHEMA) hydrogels produced by conventional
radical polymerization [76]. In their work, the lateral motion of the tip, in combination with
a high load, is applied to create different topographies by scratching the underlying polymer
surface both in the presence and the absence of carbon nano-particles. Another approach was that
applied by D’Acunto et al. (2007) to create patterned polymer ﬁlms with tailored length scales [77].
Thus, the morphology of poly(ε-caprolactone) diol (PCL) and poly(ethylene terephthalate) (PET) is
changed in the shape of ordered ripple structures by following a novel methodology, just by a single
AFM scan and for relatively low applied loads. As explained by the authors, such ripple structures
can be modulated and modiﬁed by changing the applied load, scanning velocity, and angle. In this
way, it is possible to obtain sinusoidal structures with suitable amplitude, periodicity, and orientation.
Additionally, the method is claimed to be used for the nano-patterning of large areas making it of high
usefulness in many applications.
Of course, besides the more speciﬁc uses as those listed above, other researches utilize AFM in
a more standard mechanical way by performing nanoindentation on the sample. This is the case
of the work of McCracken al. (2016) who determined the mechanics of different PHEMA-based
3D hydrogel cellular microcultures, under different curable monomer compositions, and which are
prepared via direct ink writing [78]. Their observations revealed that depending on the polymer
to monomer ratios (Mr ), the prepared inks yielded mesh gels of a different opening due to a lower
degree of entanglement which, by extension, could impact the mechanical performance of the ﬁlms.
In turn, Park et al. (2015) analysed the mechanical responses of cancer cells on top of the nano-scaffolds
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employed to control their adhesion size [79]. On the one hand, they found that prostate cancer cells
showed a linearly decreasing proliferation rate and mechanical stiffness as the size of the imprinted
nanoislands decreased. This mechanical signature was exacerbated for less metastatic prostate cancer
cells. On the other hand, breast cancer cells showed no dependence of mechanical responses on the
geometric properties of the nano-scaffolds, despite the acute inhibition of adhesion and the abrupt
mechanical changes.
3.3. Particles
Among the materials employed for cell scaffold fabrication, (nano) particles are not as extended
as other building blocks but still have found their own space. It is pretty common to ﬁnd them
as part of composites, as shown by Yang et al. (2016) for the nanoﬁbers of silk ﬁbroin (SF) with
up to a 40 wt % of uniformly dispersed hydroxyapatite particles (HAp) in their composition [80].
The dependency of the mechanical moduli on the content of the HAp nanoparticles was analyzed at
the AFM using a three-point bending method by means of a tipless cantilever. The SF/HAp composite
ﬁbers at varying mixing ratios were electrospun over micrometer scale channels, and so the suspended
SF/HAp nanoﬁbers could be gently pressed at a controlled speed to record the corresponding forces
and deﬂections at each location. Based on the force and deﬂection data, authors calculated the bending
modulus of each of the SF/HAp composite nanoﬁbers. From their results, single nanoﬁbers became
stiffer with a higher content of the HAp nanoparticles up to 20 wt % of Hap, while the further addition
of the HAp nanoparticles reduced the mechanical strengths.
But particles can also be employed as an individual entity to build a scaffold. This is the case of
the work published by Hong et al. (2010) [81], where mono-dispersed bioactive glass nanospheres
(200–350 nm in diameter) were shown to induce rapid deposition of an apatite layer in simulated body
ﬂuid. This speaks about their excellent bio-mineralization capability. Then, authors used AFM to
investigate the effect of such bioactive glass on the biomechanical properties of various mammalian
cells, such as bone marrow stem cells and/or bovine aortic endothelial cells seeded on top, with diverse
results depending on the cell line.
3.4. Hydrogels
In a similar level to ﬁbrous scaffolds, hydrogels represent a largely exploited system for the
design of cell scaffolds. These soft polymeric networks, of either natural or synthetic origin,
feature by having a huge water content which turns them into a perfect model for biological tissue
mimicking [82]. However, those factors contributing to their good properties as supporting scaffolds
are not beneﬁcial for obtaining an optimal high-resolution characterization of their structure by AFM.
For instance, sample softness and high stickiness represent an extreme limitation when performing
topographical imaging. It is then when the Force Spectroscopy mode becomes of primary importance,
so the mechanical behaviour of the scaffold can be determined and then combined with other
visualization techniques.
Abuelﬁlat et al.
(2015) employed Scanning Electron Microscopy (SEM)-based X-ray
ultramicroscopy (XuM) to visualise, reconstruct and analyse 3D porous structures of hydroxypropyl
cellulose methacrylate (HPC-MA) hydrogels [83]. Then, by incorporating AFM measurements,
the elastic modulus of the hydrogel was determined, and mechanical modelling of individual pores and
the bulk scaffold also proved to be feasible. In similar terms, Credi et al. (2014) measured mechanical
properties of divinyl sulfone (DVS)-crosslinked hyaluronic acid hydrogels [84]. By varying both DVS
content and curing time, the control over the crosslinking process can be achieved in order to prepare
biocompatible hydrogels with mechanical properties closely approximating those of the extracellular
matrix (ECM) of natural stem cells niches.
One of the rare cases in which AFM could also deliver images of the surfaces topography was
presented by Ohya et al. (2005) for Poly(N-isopropylacrylamide) (PNIPAM)-grafted gelatin hydrogel
surfaces, a temperature-induced scaffold at a physiological temperature [85]. In this study, the authors
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aimed at determining the effect of the graft architecture of thermoresponsive PNIPAM-gelatin on
the surface topography and elastic modulus of the hydrogels. Also, mechanical properties were
determined by AFM.
3.5. Peptides and RGD Sequence
Last but not least, the ﬁfth group in which scaffolds have been divided is devoted to peptides
and assemblies containing RGD derivatives. As already mentioned above, the particularity of these
biopolymers turns them into an own entity, not really matching into any of the already listed ones but,
at the same time, being part of all of them. The best example of this observation is that of self-assembling
peptides, which have been reported to form either well-deﬁned ﬁbrous structures [61,86] or more
hydrogel-like ﬁlms [87,88]. An additional interesting feature of peptides, and more speciﬁcally those
containing RGD-moieties, is the capability of inducing speciﬁc recognition of cells based on the
selective capture of integrins forming part of their Extra-Cellular Matrix (ECM) [89]. This factor has
promoted the development of a large number of research studies in which the binding properties of
either ﬁbronectin, ﬁbrinogen, or alternative synthetic peptide chains with the RGD sequence in their
structure have been exploited.
In many cases, such peptides are easily combined with another matrix, like polymers,
in order to activate the cell capture of systems that otherwise would remain almost inert [90].
Sabater i Serra et al. (2016), for instance, assembled ﬁbronectin (FN) on top of 2D Poly(ethyl acrylate)
(PEA) ﬁlms [91]. These could be tuned by varying amounts of a crosslinker (1–10% of ethylene glycol
dimethacrylate). Even though PEA has a good ability to organize FN, under an increasing crosslinker
density the segmental mobility was shown to be signiﬁcantly reduced. In turn, Gentsch et al. (2011)
presented a single step procedure to fabricate bio-functional ﬁbres composed of the polymer(Cys-Gly-Gly-Arg-Gly-Asp-Ser) peptide conjugate (poly(lactic acid)-block-CGGRGDS) combined with
poly(lactic-co-glycolic acid) (PLGA) [92]. Authors then could test the surface accessibility of the peptide
on the nanoscale by AFM measurements probing the electrostatic interaction between CGGRGDS
surface functionalities and a colloidal silica probe via atomic force microscopy, and the corresponding
comparison with pure PLGA ﬁbres. A short scheme of the experiment is shown in Figure 3B.
The repulsive forces of pure PLGA contrast with the adhesion measured for CGGRGDS-containing
samples (9 and 18 wt %).
Regarding the use of integrin for speciﬁc recognition purposes, a very different approach can
also be attempted: an integrin coating would activate AFM cantilevers (either with a tip or tip-less)
so, under optimal and controlled contact maintenance, they can be used to bind and test living
cells. Thus, this living cell would act now as a measuring probe. This new cell-cantilever joint
system can be applied to measuring interactive forces with a surface/scaffold of choice, in a process
known as Single-Cell Probe Force Spectroscopy (SCFPS). Of course, the success of the process also
depends on the employment of a substrate of known low afﬁnity towards cell binding, so cells stay
as round and intact as possible before being captured. Such a type of experiment was presented
by Moreno-Cencerrado et al (2016) [93]. They could design a new setup consisting of two different
half-surfaces coated either with a recrystallized SbpA bacterial cell surface layer proteins (S-layers)
or integrin binding Fibronectin, on which Michigan Cancer Foundation (MCF)-7 breast cancer cells
were incubated (see Figure 3C). As shown in their work, quantitative results about SbpA-cell and
Fibronectin-cell adhesion forces as a function of the contact time could be described by this technique.
At the same line, Taubenberger et al. (2014) reported about a full bunch of alternative components and
factors that might be considered when designing SCFPS experiments [94].
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Figure 3. (A) Topographic scanning of collagen ﬁbrils before (left) and after (right) scanning
a 10 μm × 10 μm area at 5 nN. Scale bar represents 5 μm. Black boxes indicate the region where
the increased normal force was applied. Imaging was performed under phosphate buffer at 1 nN
loading force (Adapted reprint with permission from [75]. Copyright (2011) American Chemical
Society). (B) Force−displacement curves resulting from colloidal interaction probing with a silica
bead on (Gly-Arg-Gly-Asp-Ser) (GRGDS)-functional ﬁber compared to poly(lactic-co-glycolic acid)
(PLGA) ﬁber, as schematically shown on the right sketch. The inlet shows adhesion force values as
a function of PLLA-b-CGGRGDS content (0, 9, and 18 wt %) (Adapted reprint from [92], Copyright
(2011), with permission from Elsevier). (C) The cell attachment process performed on an S-layer ﬁlm.
The ﬁbronectin-functionalized tipless cantilever approaches towards the substrate and keeps contact for
10 min. Afterwards, the cantilever retracts slowly from the surface with the selected cell attached to it
(an optical photograph shows the cell attached to the cantilever) (Reprinted from [93] with permission
from the authors).

4. Conclusions and Outlook
The analysis of cell scaffolds by atomic force microscopy has gradually gained more and more
relevance over the last years. The presence of an AFM at nearly all academic and research institutions
has contributed to it favorably. However, it has to be said that the potential applications of AFM are
still waiting to be used in research topics such as those discussed in this short review. As the reader
can see in the previous sections, AFM has had a minor role so far, acting as a complement to other
measuring techniques. Perhaps, a slight redeﬁnition and description of its real potential uses may
trigger its use in future studies.
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For instance, most of the literature found merely regards topographical imaging of diverse
systems. It is true that such a type of topographical characterization of scaffolds becomes important
when studying samples in which a deﬁned pattern or a crystal-like structure on the sub-micron
scale is involved, but its interest drops signiﬁcantly in the other cases. Indeed, scanning electron
microscopy (SEM) could cover this part of the characterization of the sample of interest with similar
results. One idea is to extend the classical concept of imaging (height, error deﬂection, and phase) by
combining the raster scanning with force-distance curves. This is possible because the AFM functioning
relies on the tip-sample interacting forces and, therefore, a topography image is already a result of
those forces. Then, by considering this overall force-dependence concept, one can obtain and develop
new imaging modes which depend on diverse but concrete interactions. Examples of it are Chemical
AFM and the Fluorescence sensing approaches, in which the tip is employed for obtaining another type
of material-derived information (e.g., surface chemistry, electrical and hydrophobic properties, etc.).
At the so-called chemical force microscopy, the chemical modiﬁcation of the tip (which can have
different geometries), or even of the whole cantilever body if employing tip-less sensors, allows
detecting speciﬁc and/or non-speciﬁc interactions when the tip is close enough to the sample (note that
the forces involved are of the molecular or colloidal range). This is also denoted as molecular
recognition [95,96]. If such chemical force microscopy is usually thought of for speciﬁc interactions,
an alternative methodology that also explores the chemical environment of the sample of interest
would consist of the use of ﬂuorescent tips (or colloidal probes). The idea behind this would be
to utilize a probe which is sensitive to pH changes. Hence, knowing the variation that changes in
the pH induces in the emission the intensity of the ﬂuorophore, as determined by a master curve,
and the ﬂuorescent tip could act as accurate pH sensor of the substrate. A schematic sketch is shown
in Figure 4A. In this way it would be possible to have a full chemical map of the sample, attending to
its surface pH, which in turn relates to its electrical properties (i.e., electrostatic surface potential).

Figure 4. Potential uses of atomic force microscopy (AFM) according to the focus on each of the
individual three main segments of a force-distance curve (note that time is an implicit variable in
a force-distance curve and therefore can be also represented as a force-time curve). (A) Scheme of
Fluorescence-based surface pH sensor mode, in which a stained colloidal probe is approached to
the surface of interest. At sufficiently close distances the change in the pH induces quenching of
the fluorescence emission (changes in surface pH as a function of time can be detected in “pause in
contact mode”). (B) An example of Stress Relaxation imaging mode obtained on MCF-7 cells from
mapping their relaxation time (tc ) values, in seconds, according to the coloured scale on the right (adapted
reprint from [97] with permission of the authors). The plot on top represents the usual shape obtained
for a stress relaxation experiment, keeping the contact in constant height, where ΔF denotes the force
decay and tp and tc refer to the observation and relaxation times, respectively. (C) Scheme of a single
chain pulling experiment. The pulling rate (speed) can be adapted to demand. Below, a representative
retraction plot showing the most relevant unfolding events measured and the adhesion force peak.
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However, besides the applications mentioned above, future predictions about the employment of
AFM on cell scaffolds mostly stay on the side of the Force Spectroscopy measuring mode, either as
a “single” or as a more “global” analysis. While the former does not deliver an image, the latter
still allows the obtaining of a full mapping over the area of interest. In any of the cases, all the
parts the force-distance plot is composed of (Figure 2B) should be taken into consideration for
an optimal characterization. The usual nanoindentation experiments for determining the elastic
modulus of the sample are sometimes not sufﬁcient to complete the mechanical description of the
sample. As explained in a previous section, extraction of the instantaneous Young’s modulus only
corresponds to a partial analysis of the force-distance curve. The omission of the “pause in contact”
and retraction directly discards a full bunch of parameters that could become a perfect complement for
completing the characterization.

•

•

•

The ﬁrst part of the plot (approach motion) can be used for determining the presence of
repulsive/attractive forces between the tip and the simple (electrostatic, steric, and/or entropic,
etc.). Examples of it were already reported in the literature, among others, by Borkovek [24], and
Melzak [98]. A similar process is also described by Gentsch et al. in reference [92], and depicted
in Figure 3B.
Attending to the contact segment of the plot (or pause in contact) or studying the deformation of
the scaffold under constant force or stress relaxation experiments can describe the rheology of
the material for sufﬁciently large observation (Dwell) times. This was successfully applied
to characterize the response of breast carcinoma MCF-7 cells seeded on borosilicate glass
substrates [97]. In their work, the authors also presented a new type of AFM imaging called Stress
Relaxation imaging, based on the local relaxation times measured after subdividing the cell into
multiple domains (mapping in Figure 4B).
The retraction motion (third segment) yields, in turn, very useful information about adhesive
forces and the work required to recover the non-contact state. A good example of it would be the
aforementioned “single” force microscopy mode for the stretching of individual coiled chains
adhered to the tip (as in the case of proteins) [99–101]. Hence, quantiﬁcation of the occurring
intermediate rupture events, as the cantilever moves perpendicularly away from the surface,
might deliver a precise ﬁngerprint of the forces which govern the internal arrangement of the
coils (Figure 4C).

Latest developments have also considered the use of dynamic AFM methods (based on the tapping
mode) to promote the nanoscale characterization (topographical and mechanical properties) of the
cell scaffolds to another level. For instance, dynamic multi-frequency AFM methods (multi-harmonic,
Bimodal) and Peak Force Tapping (PFT) are pushing the AFM ﬁeld to a faster, quantitative,
nanomechanical characterization of complex biological systems in a higher resolution [102,103].
These methods described so far imply the discriminate characterization of either the scaffold
or the cells seeded on top. Nevertheless, it might also be very interesting to directly measure the
interaction between the cells and the scaffold itself (which gives an idea about the compatibility
cell-scaffold). This possibility is brought by the so-called Single-Cell Probe Force Spectroscopy (SCPFS).
As previously described, it combines measurements in the Force Spectroscopy mode with chemical
modiﬁcation of the cantilever in order to capture living cells so they can be used as a measuring
probe. SCPFS provides, as the main advantage, a sensitive approach to characterize not only the
interaction of a whole cell with the underlying substrate but also that of single molecules, attending
to host-guest interactions [88]. The versatility of this technique leans on the number of cell lines to
be employed, either prokaryotic [61,90] or eukaryotic [84,89], and the inﬁnite possibilities for scaffold
design. A glimpse over the number of works published shows the increasing interest of the community
into this methodology and, therefore, a promising future can be envisaged.
Almost at the end of this review, we could ask why AFM is not extensively used when
investigating cell scaffolds. Or, what are the challenges that prevent AFM from becoming more
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popular in characterizing cell scaffolds? The reading of the manuscripts commented on and included
throughout this review already reveal some hints to address such issue. Most of the researchers
investigating cell scaffolds are not true AFM specialists. Our experience shows that the mastering of
AFM requires at least: (i) very good experimental and technical skills; and (ii) a correct interpretation of
the AFM results. This point is not trivial since it requires image processing to complicate calculations
based on the physical models. Therefore, non-specialised AFM laboratories producing cell scaffolds
might take a pragmatic approach by focusing mostly on the application and the technological effects of
the scaffold (e.g., the inﬂuence on the cell fate). Our opinion is that in the years to come, a reﬁnement
in scaffold bioengineering will lead to a better understanding of the scaffold/cell interface and its
corresponding biotechnological implications. Thus, a complete physico-chemical characterization
either of the scaffold or the total system would be crucial, and AFM may be the right experimental tool
to achieve that goal.
Supplementary Materials: The following are available online at www.mdpi.com/2073-4360/9/8/383/s1,
Table S1: Literature compilation regarding the exclusive use of Atomic Force Microscopy for topography
imaging purposes.
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Abstract: Three-dimensional (3D) bioprinting is a family of enabling technologies that can be used
to manufacture human organs with predeﬁned hierarchical structures, material constituents and
physiological functions. The main objective of these technologies is to produce high-throughput
and/or customized organ substitutes (or bioartiﬁcial organs) with heterogeneous cell types or stem
cells along with other biomaterials that are able to repair, replace or restore the defect/failure
counterparts. Gelatin-based hydrogels, such as gelatin/ﬁbrinogen, gelatin/hyaluronan and
gelatin/alginate/ﬁbrinogen, have unique features in organ 3D bioprinting technologies. This article
is an overview of the intrinsic/extrinsic properties of the gelatin-based hydrogels in organ 3D
bioprinting areas with advanced technologies, theories and principles. The state of the art of the
physical/chemical crosslinking methods of the gelatin-based hydrogels being used to overcome the
weak mechanical properties is highlighted. A multicellular model made from adipose-derived stem
cell proliferation and differentiation in the predeﬁned 3D constructs is emphasized. Multi-nozzle
extrusion-based organ 3D bioprinting technologies have the distinguished potential to eventually
manufacture implantable bioartiﬁcial organs for purposes such as customized organ restoration,
high-throughput drug screening and metabolic syndrome model establishment.
Keywords: 3D bioprinting; gelatin-based hydrogels; rapid prototyping (RP); organ manufacturing;
implantable bioartiﬁcial organs

1. Introduction
In the human body, an organ is a collection of tissues that unite as a structural entity to serve
one or several common functions [1]. Ordinarily, an organ is composed of more than three tissues,
i.e., the main (or parenchymal) tissue as well as stromal, and sporadic tissues, in which the main
tissue is speciﬁc for unique functions. For example, in the heart, the main tissue is myocardium with
blood-pumping function, while the sporadic tissues include the blood vessels, nerves, and connective
tissues which help the myocardium to perform the blood-pumping function [2]. At present, the only
effective therapy for an organ defect/failure is through allograft organ transplantation.
Allograft organ transplantation is a medical procedure in which an organ is removed from one
individual to another (i.e., the recipient or patient), to replace a damaged/missing (i.e., defect/failure)
organ [3]. This is one of the major breakthroughs in modern surgery. Through transplant operations,
numerous patients have regained their lives with the transplanted organs. Nevertheless, the success
rate in some vital organ transplants, such as the heart, lung and liver, turn out to be far from
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satisfactory [4]. One of the greatest problems in these organ transplants is the acute or chronic
rejection, which means that the body tends to ﬁght off, or reject, the organs from another body [5]. Over
the last several decades, numerous scientists throughout the world have explored various technologies
to manufacture bioartiﬁcial organs to repair/restore the defect/failure organs [6–10].
Three-dimensional (3D) bioprinting is the process of creating cell patterns in a conﬁned space
using 3D printing technologies, where cell function and viability are preserved within the printed
construct [11,12]. The major advantage of 3D bioprinting technologies in “organ manufacturing” is
to automatically produce bioartiﬁcial organs using heterogeneous cell types or stem cells along with
other biomaterials to repair, replace or regenerate the defect/failure organs [13–16].
Gelatin is a water-soluble protein derived from natural polymer collagen. Gelatin-based
hydrogels, such as gelatin, gelatin/alginate, gelatin/chitosan, gelatin/hyaluronan, gelatin/ﬁbrinogen,
gelatin/alginate/ﬁbrinogen, and gelatin/alginate/ﬁbrinogen/hyaluronan, have unique features,
such as excellent biocompatibilities, rapid biodegradabilities and nonimmunogenicities, in clinical
applications. These hydrogels have acted as the extracellular matrices (ECMs) in organ 3D bioprinting
technologies and played a critical role in various pre-deﬁned physical (i.e., structural and
morphological), chemical, and biological functionality realization [17–24].
In this review, the intrinsic/extrinsic properties of the gelatin-based hydrogels in organ 3D
bioprinting technologies are outlined [25–35]. The state of the art of the physical and chemical
crosslinking techniques to improve the mechanical properties of the gelatin-based hydrogels are
highlighted. Among all the 3D bioprinting technologies, multi-nozzle extrusion-based 3D bioprinting
has become a powerful tool for manufacturing large scale-up vascularized organs with hierarchical
internal/external structures, gradient material constituents (or components) and multiple physiological
functions, which have the potential to be widely used in many biomedical areas, such as, the scale-up
and customized organ regenerative medicine, high throughput drug screening and energy metabolic
syndrome analysis [36–40].
2. Properties of the Gelatin-Based Hydrogels
2.1. Origin of Gelatin
Gelatin is a biodegradable polypeptide derived from the partial hydrolysis of collagen, which is a
ﬁbrous protein located mainly in the connective tissues within the body [41]. A schematic illustration of
the collagen hydrolysis to gelatin is shown in Figure 1. An important function of collagen is to maintain
the integrity of the connective tissues, such as the bones, cartilage, corneas, tendons, ligaments, blood
vessels and dentin. There are at least 16 different collagen types in the human body. The most
prominent types are the Type I, II and III (or collagen I, II and III), which make up approximately 80 to
90% of all the collagens in the body. Typically, type I collagen consists of three spiral polypeptide
chains, about 30 nm in length, and 1.5 nm in diameter [42]. The typical triple helix structure of the
type I collagen is composed of two α-chains and a β-chain [43,44]. Additionally, collagen has low
antigenicity (i.e., immunogenicity), which arises from the determinant polypeptide structures in the
three spiral chains as well as the central areas of the molecules. This has greatly limited its application
in biomedical ﬁelds.
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Figure 1. Schematic description of the collagen hydrolysis to gelatin.

2.2. Properties of Gelatin
Several types of gelatin exist with different compositions depending on the source of the collagen
and the hydrolytic treatment methods. For example, mammalian derived gelatins from pig and
bovine have been widely exploited in regenerative medicine over the last several decades [45]. These
gelatins have similar polypeptide structures with human beings. Meanwhile, ﬁsh derived gelatins
have a signiﬁcantly lower melting point, lower gelling temperature, lower thermal stability and higher
viscosity. These gelatins, therefore, have a relatively lower content of peptide repetitions (or amino
acid residues), such as prolinamide and hydroxyprolinamide, in their polypeptide chains.
The hydrolytic processes of collagen I can be classiﬁed into three groups: physical, chemical and
enzymatic. The entire procedure from collagen I to gelatin can be deﬁned into three stages (or phases):
pretreatment of the raw material, extraction of the gelatin and puriﬁcation and/or drying of the
product [46]. Depending on the protocols used for collagen I pretreatment prior to the extraction
process, two main types of gelatin can be produced: Type A and Type B. Type A gelatin, with an
isoelectric point of 9.0, is derived from the acidic hydrolysis of collagen I, using sulfuric or hydrochloric
acid. Type B gelatin, with an isoelectric point of 5.0, is derived from the alkaline hydrolysis of collagen
I, using alkaline liquid (NaOH). In these cases, asparagine and glutamine amide groups in the collagen
I molecules are hydrolyzed into carboxyl groups and resulted in aspartate and glutamate residues in
the gelatin molecules [47].
During the hydrolytic processes, the typical triple helix structure of the collagen I is partly broken
into single-stranded polymeric molecules (single chains). The average molecular weight of gelatin
is between 15,000 and 400,000 Daltons [45]. Theoretically, all gelatins, no matter where they come
from, are composed of Glycine-X-Y peptide triplets repetitions, where, X and Y can be any amino acid,
but proline for X- and hydroxyproline for Y- positions are the most common formulations. The amino
acid composition and sequence in the single chains can vary depending largely on the origin of the
gelatin, and this in turn inﬂuences its ﬁnal properties [46].
Thus, gelatin is a mixture of polypeptides, in which about 20 amino acids are connected by peptide
bonds. The average length and molecular weight of the polypeptide gelatins depend on several factors,
such as the origins of the raw materials, the pretreatment methods and the hydrolytic processing
parameters (e.g., the pH, temperature and time) [45]. There are strong non-covalent interactions, such
as van der Waal forces, hydrogen bonds, and electrostatic and hydrophobic interactions among the
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individual gelatin chains. Compared to its progenitor collagen I, the immunogenicity of gelatin is much
lower due to the damage of the triple helix structures as well as the degradation of the propeptides [48].
2.3. Properties of Gelatin-Based Hydrogels
Unlike its progenitor collagen I, which is weakly acid soluble, gelatin is a water soluble natural
polymer that can absorb 5–10 times the equivalent weight of water. When the temperature is increased,
the dissolution speed can be accelerated to certain degree. Gelatin solution has an amphoteric behavior
because of the presence of alkaline amino acids and acid functional groups. The electrostatic charge of
gelatin solution varies depending on the treatment protocols used for gelatin extraction, which gives
the gelatin solution different isoelectric points [49].
The behavior of a gelatin solution depends on several factors, such as temperature, pH, concentration
and preparation method. A typical property of the gelatin solution is the capability to be gelled at low
temperature (about 20–30 ◦ C) by cooling to form hydrogels. This is a sol-gel transition process, which
refers to gelation. During the gelation process, locally ordered regions among the gelatin molecules
take place, that are subsequently joined by non-speciﬁc bonds, such as hydrogen, electrostatic and
hydrophobic bonds. The resultant hydrogel has a unique thermo-reversible (i.e., thermally responsive
or thermo-sensitive) character, since the non-speciﬁc bonds can be easily broken by heating. The unique
property of the gelatin solution provides the gelatin-based hydrogels with a unique property, i.e., to be
printed and stacked (overlapped or piled up) based on the computer aided design (CAD) model in a
controlled manner [17–22].
3. 3D Bioprinting Technologies
3.1. Introduction of Rapid Prototyping (RP)
First developed in the 1980s, RP technology advanced using several methods that apply CAD
ﬁles to create 3D objects [50]. These methods are unique in their layer-by-layer adding and bonding
material fashions to form solid 3D objects [51]. Through the history, there are many different names
for RP technologies, such as the additive manufacturing (AM), solid freeform fabrication (SFF),
increasing material manufacturing (IMM), stereolithography (SLA) and layered manufacturing (LM).
Recently, these have been substituted by 3D printing or 3D bioprinting in some research areas, such
as, the medical engineering and tissue engineering [52–54]. Particularly, 3D bioprinting technology
prints living cells together with other biomaterials, such as polymers and growth factors, under
the instructions of CAD models. However, the term RP is still popular in the industry for digital
manufacturing procedures. No matter in what format it appears, the basic principle of the RP
technologies is to assemble materials in layers under the instruction of CAD ﬁles [55–60].
3.2. Classiﬁcation of 3D Bioprinting Technologies
According to the classiﬁcation of RP technologies, 3D bioprinting technologies can been divided
into three main classes based on the working principles: extrusion-based 3D bioprinting, inkjet-based
3D bioprinting and laser-assisted based 3D bioprinting. The main objective of these 3D bioprinting
technologies is to print living cells in layers using CAD models to produce bioactive constructs. Recent
advances in the development of the 3D bioprinters have signiﬁcantly enhanced their applications in
producing scale-up tissues and organs, such as the skin, myocardium, nerve, liver, cartilage, bone,
and blood vessel [61–63]. Each of the 3D bioprinting technologies has its own intrinsic advantages
and disadvantages in organ 3D bioprinting with respect to the automaticity, printability, scalability,
accuracy, and availability of ideal “bioinks” [64–68].
3.3. Advanced Organ 3D Bioprinting Technologies
Among all the available 3D bioprinting technologies, extrusion-based 3D bioprinting technology
has been advanced in various organ manufacturing areas due to the wide integrated, inestimable
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sophisticated and extensive automated properties [13–15]. Some of the multi-nozzle extrusion-based
3D bioprinting technologies have unique and tremendous capabilities in many biomedical applications,
such as, defect/failure organ restoration, pathological organ modeling, disease organ diagnoses,
and drug efﬁcacy tests (Figures 2 and 3) [13–15,69–72].

Figure 2. Histoical events of organ 3D bioprinting technologies.

Figure 3. A schematic description of several pioneered 3D bioprinters made in Tsinghua Unversity, Prof.
Wang’s laboratory: (A) hepatocytes and/or adipose-derived stem cells (ADSCs) in the gelatin-based
hydrogels were first printed into large scale-up tissues in 2004 using the single-nozzle 3D bioprinter [17–19];
(B) two cell types in the gelatin-based hydrogels were printed simultaneously into large scale-up
organs in 2007 [24]; (C) both cell containing natural gelatin-based hydrogel and synthetic polymer
systems were printed into large scale-up vascularized organs with a branched vascular template,
that can be sutured to the host vasculatures, using the home-made double-nozzle low-temperature
deposition manufacturing (DLDM) system (i.e., DLDM 3D bioprinter). An elliptical hybrid hierarchical
polyurethane and cell/hydrogel construct was ﬁrst produced using the DLDM 3D bioprinter [30,31];
(D) a schematic description of the modeling and manufacturing processes of four liver constructs with
a four-nozzle low-temperature 3D bioprinter [15].
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In 2004, for the ﬁrst time, cells encapsulated in the biodegradable gelatin-based hydrogels
were printed to large scale-up grid 3D structures with nutrient and metabolite exchanging channels
(Figure 3A) [17,18]. Subsequently, a protocol for organ 3D bioprinting with multiple steps of polymer
crosslinking and cocktail stem cell engagement in a predeﬁned construct was established [27,28].
Adipose-derived stem cells (ADSCs) in the grid 3D printed construct were ﬁrst induced into both
endothelial and adipose tissues with the spatial effects. It is therefore the ﬁrst 3D bioprinted artiﬁcial
organ with a conﬂuent endothelial cell layer on the surface of the go-through channels which could
not be realized through other technologies at that period. This is no doubt a long historical dream of
human beings to manufacture large vascularized tissues and/or organs.
In 2007, it was the ﬁrst time that a bioartiﬁcial organ (i.e., prevascularized hepatic tissue) was
printed using a two-nozzle extrusion-based 3D bioprinter [25,26]. It was also the ﬁrst report that
multiple cell types, such as ADSCs and hepatocytes, were assembled into large vascularized liver
tissues with a uniaxial branched vascular system. In 2009, it was the ﬁrst time that 3D bioprinting
technologies were combined with cell cryopreservation techniques successfully to store and preserve
the large scale-up bioartiﬁcial tissues and/or organs [29–31]. This can greatly save the manual labour,
material resources and ﬁnancial expenses in human organ manufacturing areas. In 2013, it was the ﬁrst
research that natural cell-laden gelatin-based hydrogel and synthetic polymer systems were printed
into hierarchical constructs with a predesigned vascular template for in vivo implantation [32,33].
With the incorporation of synthetic polymers, large scale-up implantable organ manufacture comes
true with anti-suture and biostable capabilities. Later in 2014, it was the ﬁrst time that a more
complicated organ with more than three cell types and/or material systems in a predeﬁned construct
was developed using a combined multi-nozzle 3D bioprinter [34]. This is a long-awaited breakthrough
in biomedical ﬁelds.
Besides organ manufacturing, these extrusion-based 3D bioprinting technologies provide
additional high-tech platforms for other biomedical purposes. For example, drug screening has
experienced a long history. One of the major obstacles in drug discovery for metabolic syndrome (MS)
is the lack of in vitro models that capture the complex features of the disease. This was the ﬁrst time,
an energy metabolism model was established using an extrusion-based 3D bioprinting technology
(Figures 4 and 5) [27,28]. ADSCs encapsulated in the gelatin-based (i.e., gelatin/alginate/ﬁbrinogen)
hydrogels were printed and induced to differentiate into adipocytes and endothelial cells in a
predeﬁned 3D construct. Pancreatic islets were then deposited at the designated places in the 3D
construct to mimic the adipoinsular axis with the induced adipocytes. The results indicated that drugs
known to have effects on MS were shown to have an accordant effect in this model. Compared with
traditional two-dimensional cell cultures, cell states in the 3D construct were much more similar to
those in the native human organs. Many more physiological and pathophysiological features of energy
metabolism as well as MS in vivo could be captured by the multicellular 3D construct. It is also the ﬁrst
large scale-up 3D printed vascularized bioartiﬁcial organ in history with a fully conﬂuent endoderm
on the surface of the predeﬁned channels.
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Figure 4. An energy metabolism model established through the adipose-derived stem cell (ADSC)
laden gelatin-based hydorgel double-nozzle 3D bioprinting technology.

Figure 5. Cont.
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Figure 5. A large scale-up vascularized organ (i.e., vascularized adipose tissue incorporation
with pancreatic islets) constructed through the double-nozzle gelatin-based hydrogel organ 3D
bioprinting technology [27,28]: (A) the construction processes of the large scale-up vascularized organ
(i.e., multicellular organ), based on the adipose derived stem cell (ADSC) laden gelatin/alginate/ﬁbrin
hydrogel 3D bioprinting and the subsequent β-cells (in the pancreatic islets) seeding procedures; (B) a
multicellular construct, containing both ADSCs encapsulated in the gelatin/alginate/ﬁbrin hydrogel
before epidermal growth factor (EGF) engagement and pancreatic islet seeding in the predeﬁned
channels (immunostaining with anti-insulin in green); (C) immunostaining of the 3D construct with
mAbs for CD31+ cells (i.e., mature endothelial cells from the ADSC differentiation after 3 days culture
with EGF added in the culture medium) in green and pyrindine (PI) for cell nuclei (nucleus) in red;
(D) immunostaining of the 3D construct with mAbs for CD31+ cells (i.e., mature endothelial cells)
in green, having a fully conﬂuent layer of endothelial cells (i.e., endothelium) on the surface of the
predeﬁned channels; (E) a vertical image of the 3D construct showing the fully conﬂuent endothelium
(i.e., endothelial cells) and the predeﬁned go-through channels; (F) immunostaining of the 3D construct
with mAbs for CD31+ cells in green and Oil red O staining for adipocytes in red, showing both the
heterogeneous tissues coming from the ADSC differentiation after a cocktail growth factor engagement
(i.e., on the surface of the channels the endothelium coming from the ADSCs differentiation after
being treated with EGF for 3 days, deep inside the gelatin/alginate/ﬁbrin hydrogel the adipose tissue
coming from the ADSCs differentiation after being subsequently treated with insulin, dexamethasone
and isobutylmethylxanthine (IBMX) for another 3 days. Spatial effect is prominent for the 3D printed
constructs); (G) a control of (F), showing all the ADSCs in the 3D construct differentiated into target
adipose tissue after 3 days treatment with insulin, dexamethasone and IBMX, but no EGF.

Back to 2003, the ﬁrst center of organ manufacturing was set up in Tsinghua University by
Professor Wang, the founder of “organ manufacturing”, with the purpose to produce bioartiﬁcial
organs using advanced building technologies. The term “organ manufacturing” can be deﬁned
in a broad sense as the generation of organ substitutes using available biomaterials either with or
without cells. “Organ manufacturing” can also be deﬁned in a narrow sense, that is to produce
bioartiﬁcial organs with living cells, along with other biomaterials. A prominent character of “organ
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manufacturing” is that the physical and/or chemical properties of the starting materials change during
and/or after the construction processes. While those processes without any changes in the physical
and/or chemical properties of the starting materials can only be called fabrication, processing or
machining [13–15,64–68,73–77].
Over the last decade, two distinguished “organ manufacturing” strategies have been extensively
explored by Prof. Wang in Tsinghua Univeristy [13–15,64–68,73–77]. These strategies include: (1) the
combined multi-nozzle 3D bioprinting technologies [64–68]; and (2) the orderly addition of combined
mold systems [73–77]. Either of the strategies can potentially bring about or has brought about a great
revolution in biomedical ﬁelds with regard to improving the quality of life and extending the average
life span (or expectancy) of human beings.
Consequently, a great deal of pioneering work has been conducted by Prof. Wang and her students.
More than 120 articles have been published, with respect to the two series of new technologies, theories
and principles in complex organ manufacturing, such as (1) “organ manufacturing” like building a
nuclear power station, advanced construction tools, such as the combined multi-nozzle 3D bioprinting
technologies and the orderly addition of combined mold systems are the key factors [13–15,64–68,73–77];
(2) a functional vasculature, including arteries, capillaries, and veins, with a conﬂuent endoderm can be
constructed using the stem cell engagement techniques [13–15]; (3) multiple physiological functions of
a complex organ, such as, the liver, heart and kidney, can be achieved using both natural and synthetic
polymers [13–15,64–77].
For instance, some arbitrary bioartiﬁcial organs with highly organized geometries, tailored
“bioinks”, and main physiological functions have been constructed automatically and interactively.
These technologies are especially useful in large scale-up and customized organ 3D bioprinting, in
which CAD models established from expert experiences, or patient-speciﬁc data, including micro
computed tomography (μCT), magnetic resonance imaging (MRI) and X-ray information, can be
employed to guide the 3D bioprinting procedures [39,78–82].
4. Principles for Organ 3D Bioprinting
4.1. Basic Requirements for Organ 3D Bioprinting
As mentioned above, different 3D bioprinting technologies have different requirements for organ
manufacturing. The fundamental issues for a typical organ 3D bioprinting is to recapitulate the
essential morphological, physical (mainly mechanical and environmental), chemical, and biological
properties of a native organ (i.e., its counterpart). To produce an organ substitute with a whole spectrum
of physiological functions, several basic issues must be addressed ﬁrst: (1) a powerful construction
tool, such as the multi-nozzle 3D printer and orderly addition of combined mold system, is necessary
to assemble multiple biomaterials, including diverse cell types, growth factors, and other bioactive
agents, into a predeﬁned 3D structure; (2) a functional soft-/hard-ware is preferential to automatically
accomplish the intricate geometrical points (or patterns) of the target organ, including the vascular
and nerve networks; (3) a large enough source (amount) of cells, especially multipotential stem cells as
well as pertinent growth factors; (4) implantable natural and synthetic polymers, such as the gelatin,
polyurethane (PU) and poly(lactic acid-co-glycolic acid) (PLGA), with excellent biocompatibilities
to support multiple cellular activities, diverse tissue formation, multiple tissue coordination, and
anti-suture anastomoses; (5) the ability to grasp the main characters of the target organs, with respect to
the cellular environments, architectural structures and biological functions. Among all the basic issues,
a powerful 3D printer, printable polymeric “bioinks” and enough cell sources are the key elements for
a fully automated organ manufacturing process [13–15,64–68,73–77].
4.2. Organ 3D Bioprinting Procedures
A successful organ 3D bioprinting procedure requires several steps to implement: (1) structural
blueprint predesigning; (2) starting material and construction tool preparation, including a capable
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multi-nozzle 3D printer and polymerous “bioinks” (including cells, polymers and growth factors);
(3) 3D bioprinting; (4) post-printing organ maturation [13–15,64–68,73–77].
4.3. Blueprint Design
In the human body, each organ has its own anatomical structures, tissue types and physiological
functions. Each organ needs to be particularly designed with special cell types, polymeric components,
growth factors, and hierarchical architectures. To our knowledge, the main task of blueprint designing
is to grasp the main characters of the target organ, but not all the minor details. For example, when
we consider the liver construction, the most indispensable parts are the large vascular and bile duct
networks that cannot be omitted in a liver lobe. Meanwhile, the detailed structures of capillary network
can be neglected. In another words, every particular lobular architecture, does not need to be mimicked
in detail. The capillary network can form spontaneously by self-assembling suitable cells/hydrogels
under speciﬁc conditions if there is enough space. Thus, the incorporation of the bile duct network in
the construct is much more important than the elaborate arrangement of every cell or each cell type in
a particular lobular. This means that the macroscale properties of an organ are more important than
the microscale features [13–15,64–68,73–77].
In general, the most indispensable parts (that cannot be omitted) for a vascularized organ, such
as the liver, kidney and stomach, are the parenchymal tissues and the vascular networks. Tuned
growth and remodeling frameworks of different tissues should be treated seriously. The coordination
design for heterogeneous tissues in a 3D construct is extremely important for the full functionality
realization [13–15,64–68,73–77]. Sometimes, a nervous network is also needed to be incorporated to
support the vascular network as well as other tissues [32]. The CAD models containing a structured tree
of information have played important roles for each organ blueprint designing. During the blueprint
designing stage, physical (including morphological and architectural), chemical, and biological
information of an organ may be collected from the clinical μCT, MRI or X-ray data. This may also
come from expert experience. The digital data of a 3D image need to be simpliﬁed and translated into
an actual physical entity. This CAD model can be used to guide the 3D bioprinting process. For a more
complex organ, such as the brain, heart and skin, the vascular and nervous networks all need to be
particularly designed with tuned growth and remodeling frameworks [13–15,64–68,73–77].
4.4. Mutinozzle 3D Printer and Polymerous “Bioink” Preparation
Each individual organ in the human body has its own requirements for 3D bioprinting.
Every organ 3D bioprinter has its own prerequisites with respect to the viscosity, gelation kinetics and
rheological properties of the employed “bioinks”. A powerful muti-nozzle 3D printer is the kernel for
a successful organ 3D bioprinting with respect to the predesigned architectures (or shapes), cellular
(or histological) components, and biological (or physiological) functions. The powerful muti-nozzle
3D printer can control the following processes: (1) homogeneous and/or heterogeneous distribution
of multiple cell types and/or cell-laden biomaterials (including stem cells, growth factors, and other
bioactive agents) in a predeﬁned 3D construct; (2) a perfusable vascular network, nervous network
and/or other special structures in the particular 3D construct; (3) multiple functionality realization with
both natural and synthetic polymers for various biomedical or clinical purposes, such as multicellular
accommodation or delivery, structural integrity maintenance and anti-suture anastomoses.
For each organ 3D bioprinting, the selection of appropriate polymerous “bioinks” (i.e., starting
biomaterials), such as 3D printable polymers and cell types is essential to obtain desired biological
functions. As stated above, the printability of the cell-laden gelatin-based hydrogels depends largely
on the physical and chemical properties of the gelatin-based hydrogels (this was demonstrated in our
previous studies). The solidiﬁcation property of the gelatin solution at certain temperature (below
28 ◦ C) plays a critical role in providing the 3D structural integrity as well as facilitating the cell
viability [13–15,64–68,73–77].
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4.5. 3D Bioprinting Process
During the organ 3D bioprinting process, a multi-nozzle 3D printer can successively layer the
two-dimensional (2D) sections to produce 3D constructs with sufﬁcient precision and accuracy. It is
imperative that the polymerous “bioinks” are injected (or extruded), deposited, solidiﬁed, and layered
with certain spatial resolution. Chemical crosslinking of the pertinent polymers before, during or after
the 3D bioprinting processes is necessary to keep the integrity of the 3D constructs. Associated printing
parameters, such as the shear stress, extrusion speed and nozzle size may have negative effects on
cellular behaviors. A comprehensive understanding each of the bioprinting parameters impacting on
the cellular behaviors and optimization the printing parameters are fundamental for a special organ
3D bioprinting process.
Cell density is another critical factor for the effective cell-cell, cell-environment communications
and biological functionality realization. Sometimes it is necessary to let the cells undergo proliferation
and/or differentiation phases before forming homogeneous or heterogeneous tissues. Especially, stem
cells encapsulated in the 3D construct can be cultured for a relatively longer period to achieve an ideal
density or population [13–15,64–68,73–77].
4.6. Post-Printing Organ Maturation
The term “maturation” was borrowed from botany by Prof. Wang and others in 2003. The maturation
processes of different organs vary from each other depending largely on the main parenchymal tissues
and the complexity of the internal/external hierarchical architectures. After 3D bioprinting, cells in the
3D construct need time to form tissues. Meanwhile, multiple tissues need time to coordinate and to be
functional. Post-culture of the 3D construct may be necessary for the vascular network formation and
in situ perfusion. Pulsatile bioreactor is a promising candidate for the orientational arrangement of
living cells. The role of physical force for different tissue remodeling may totally differ in different
organs. It may take a long period of time to coordinate the maturation frameworks of different tissues
in a particular organ [13–15,64–68,73–77].
By taking advantage of stem cells/growth factors and multi-nozzle 3D bioprinters, heterogeneous
vascularized tissues and/or organs have been ﬁrst generated in Prof. Wang’s laboratory according
to the speciﬁc locations in natural organs under the instructions of CAD models (Figure 5).
This pioneering work is a historical mark which shows that “organ manufacturing” has entered
a brand new era, when all the bottleneck problems, such as the in vitro large tissue generation, stem
cell full differentiation, circular vasculature construction, branched nervous network incorporation,
anti-suture anastomosis implantation, in situ nutrient supply and metabolite elimination, which
have perplexed (daunted or confused) “tissue engineers” for more than two decades, have been
overcome one by one by this unique group [13–15,64–68,73–77]. It is believed that these remarkable
breakthroughs will bring huge beneﬁt to all aspects of human health.
5. Gelatin-Based Hydrogels for Organ 3D Bioprinting
5.1. Gelatin-Based Hydrogels for 3D Bioprinting
Over the last decade, extrusion-based 3D bioprinting technologies have been emerged in various
organ 3D bioprinting areas, while the gelatin-based hydorgels have received a lot of attention due to
their unique physical, chemical, biological and clinical properties (Table 1) [83–92]. The gelatin-based
hydrogels can be printed either as sacriﬁced (or fugitive) “bioinks” for channel or pore creations or solid
constructs for cell survival accommodations. The extrusion-based 3D bioprinting technologies have
been advanced in using the gelatin-based hydrogels to produce solid 3D structures with numerous
physical, chemical, material, biological, physiological and clinical functions. Based on the data in
Table 1, it can be concluded that a slight change in the ingredients of the gelatin-based hydrogels can
signiﬁcantly alter the ﬁnal properties of the 3D printed objects.
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One nozzle extrusion-based 3D
bioprinting developed in
Tsinghua University Prof. Wang’s
laboratory

3D Bioprinting Technology

29
Thrombin induced polymerization

2% glutaraldehyde solution

5% CaCl2 solution

Gelatin/hyluronan

Gelatin/alginate/adipose-derived stem
cell (ADSC)

[19]

Large scale-up
hepatic and cartilage
tissues

10% calcium chloride (CaCl2 or
Ca2+ ion) solution

Gelatin/alginate/hepatocyte;
Gelatin/alginate/chondrocyte

Gelatin/ﬁbrinogen/hepatocyte;
gelatin/ﬁbrinogen/human neonatal
dermal ﬁbroblast and mesenchymal stem
cell

[18]

Large scale-up
liver tissues

3% sodium tripolyphosphate
(TPP) solution

Gelatin/chitosan/hepatocyte

[22]

[21]

Brain defect repair;
cell attachment

Vascular networks

[20]

Large scale-up
hepatic tissues;
vascular channels

[17]

Large scale-up
hepatic tissues

Ref.

2.5% glutaraldehyde solution

Morphology

Gelatin/hepatocyte

Application

Crosslinking Method

“Bioink” Formulation

Table 1. Resume of gelatin-based hydrogels for organ 3D printing.
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Two-nozzle extrusion-based 3D
printing developed in Tsinghua
University Prof.
Wang’s laboratory

3D Bioprinting Technology

30

Vascularized
adipose, hepatic and
cardiac tissues

Vascularized liver
and adipose tissues

Gelatin/alginate/ﬁbrinogen/
ADSC-gelatin/alginate/ﬁbrinogen/hepatocyte;
Double crosslinking with CaCl2 and
Gelatin/alginate/ﬁbrinogen/endothelial
thrombin solutions
cell-gelatin/alginate/ﬁbrinogen/muscle
smooth cell

Double crosslinking with CaCl2 and
thrombin solutions

Vascularized tissues
and organs

Double crosslinking (100 mM/L
CaCl2 for ADSC-laden microcapsule;
5% CaCl2 for microcapsule containing
grid structure)

Gelatin/alginate/ADSC-laden
microcapsule

Gelatin/alginate/ﬁbrinogen/ADSC-gelatin/
alginate/ﬁbrinogen/pancreatic islet

Application

Crosslinking Method

“Bioink” Formulation

Table 1. Cont.
Morphology

[27,28]

[25,26]

[23]

Ref.
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31

Dual-syringe Fab@Home printing
device

Two-nozzle low-temperature
extrusion-based 3D printing
developed in Tsinghua University
Prof. Wang’s laboratory

3D Bioprinting Technology

Double crosslinking with CaCl2 and
thrombin solutions

Ultraviolet (UV) light (365 nm, 180
mW/cm2 ) photocrosslinking

PU-ADSC-PU; PU- ADSC/gelatin/
alginate/ ﬁbrinogen hydrogel

Gelatin ethanolamide methacrylate
(GE-MA)-methacrylated hyaluronic acid
(HA-MA) (GE-MA-HA-MA)/HepG2 C3A,
NIH 3T3, or Int-407 cell

Tubular hydrogel
structures for cell
attachment

Tubular and
sandwich-like
PU-ADSC/hydrogel-PU;;
implantable
branched vascular
templates

[83]

[32,33]

[68]

Gelatin/lysine and polyurethane (PU)
either being printed overlapped or
alternated

Bioartiﬁcial organ
manufacturing with
expected (or
controlled)
mechanical
properties and
interconnected
channels

Ref.

Freeze drying (or lyophilization) for
solvent sublimation (or structural
stabilization) and 0.25%
glutaraldehyde for gelatin/
lysine crosslinking

Morphology

[38,39]

Application

In vitro liver tumor
model establishment
and anti-cancer drug
screening

Crosslinking Method

Gelatin/alginate/ﬁbrinogen/HepG2;
Double crosslinking with CaCl2 and
gelatin/alginate/ﬁbrinogen/hepatocyte or
thrombin solutions
gelatin/alginate/ﬁbrinogen/hepatocyte/ADSC

“Bioink” Formulation

Table 1. Cont.
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Branched vascular
templates;
vascularized
osteogenic tissue

Photopolymerization by exposing
GelMA precursors to UV light
(360–480 nm) at 850 mW (Lumen
Dynamics) using 0.5% (w/v)
2-hydroxy-1(4-(hydroxyethox)
phenyl)-2-methyl-1-propanone
photo initiator

Gelatin-methacrylate or methacrylated
gelatin (GelMA)

NovoGen MMXTM, Organovo
(one-nozzle extrusion-based
3D printing)

32
Grid structures for
cell seeding

EnvisionTEC

Gelatin scaffolds were cross-linked
with 15 mM EDC and 6 mM NHS,
ﬁbrinogen-containing samples were
treated post-printing with 10 U/mL
thrombin in 40 mM CaCl2 for ~30 min

Polyethylene glycol
(PEG)/gelatin-PEG/ﬁbrinogen

3D-Bioplotter®

Electrical conductive

UV light (320–500 nm) for 60 s at an
intensity of 6.9 mW/cm2

Nanosilicate/GelMA

One-syringe extrusion-based
3D printing

A hollow for
HUVEC attachment

Gelatin and human umbilical vein
endothelial cell (HUVEC) mixture act as a
fugitive template

An inkjet-based 3D bioprinter

None

Aortic valve conduits

10% CaCl2 solution

Gelatin/alginate/smooth muscle cell
(SMC)/aortic valve leaﬂet interstitial
cell (VIC)

Fab@HomeTM (one-syringe
extrusion-based 3D printing)

Muscles

CaCl2 solution

Gelatin/alginate/myoblast

Application

One-nozzle extrusion-based
3D bioprinting

Crosslinking Method

“Bioink” Formulation

3D Bioprinting Technology

Table 1. Cont.
Morphology

[90]

[89]

[88]

[86,87]

[85]

[84]

Ref.
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Thrombin induced
ﬁbrinogen polymerization

Polycaprolactone
(PCL)-gelatin/ﬁbrinogen/hyaluronic
acid/glycerol

Multiple cartridge
extrusion-based 3D printer

First ionically crosslinked by calcium
ions (Ca2+ ion) followed by covalent
photocrosslinking of GelMA and
PEGTA

Crosslinking with CaCl2 solution

A sacriﬁced multi-layer (six layers) lattice
gelatin/glucose construct, each layer
covered with a layer of hepatocyte
containing alginate hydrogel

Two-syringe Fab@Home
printing device

A specially designed cell-responsive bioink
consisting of GelMA, alginate, and 4-arm
poly(-ethylene glycol)-tetra-acrylate
(PEGTA)

Double crosslinking with CaCl2 and
thrombin solutions

Combined four-nozzle 3D
bioprinting developed in
Tsinghua University Prof. Wang’s
laboratory

A multilayered coaxial
extrusion system

Crosslinking Method

“Bioink” Formulation

Poly(lactic acid-co-glycolic acid)
(PLGA)-gelatin/alginate/ﬁbrinogen/
ADSC-gelatin/chitosan/hepatocyte-gelatin/
hyaluronate/Schwann cell

3D Bioprinting Technology

Table 1. Cont.

Perfusable
vasculature

[92]

[35]

Bone, cartilage and
skeletal muscle
tissues

[34]

Ref.

[91]

Morphology

Large scale-up
tissues

Implantable
vascularized and
innervated
hepatic tissues

Application
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As stated above, the melting point of the gelatin-based hydrogels is about 28 ◦ C. This special
thermally responsive characteristic of gelatin-based hydrogels is vital important for the extrusion-based
organ 3D bioprinting technology in which the cell-laden gelatin-based hydrogels take different shapes
at a certain temperature (such as below 10 ◦ C).
During the extrusion-based organ 3D bioprinting processes, cells and other biomaterials (including
bioactive agents) are mixed before being printed into 3D constructs with predeﬁned internal/external
topological features (Figures 3 and 5). There are several factors that determine the gelatin-based
hydrogels to be printed and layered during the 3D printing processes. Among all the factors,
mechanical properties of the gelatin-based hydrogels determine whether the printed 3D constructs can
be handled properly in vitro and/or implanted stably in vivo.
Generally, mechanical properties of the physically crosslinked gelatin-based hydrogels depend
largely on the concentration of the primary gelatin solution. As a thermo-sensitive polymer, the
tensile strength of the gelatin solution reduces sharply when the temperature is enhanced above 28 ◦ C.
The rigidity of the gelatin solution is not determined only by the temperature. The concentration, pH,
and the presence of any additive all have effects on the value. It is the molecular structure, water
content (or viscosity), together with the average molecular weight (mass) that deﬁne the value [41,
42]. Nevertheless, the gelation of the gelatin-based solutions is a physical crosslinking process in
which a sol-gel transformation occurs due to the conformational transition of the gelatin molecules.
The mechanical properties of the physically crosslinked gelatin-based hydrogels are extremely weak.
When the 3D printed constructs are put into the culture medium at room temperature, they collapse
immediately due to their special thermo-responsive property.
To date, various approaches have been explored to improve the mechanical strengths and
structural stability before, during or after the 3D bioprinting processes. One of the effective approaches
is physical blending. For example, gelatin, blended with methacrylate (i.e., methacrylamide/gelatin,
GelMA), effectively improves the viscosity of the composite (or hybrid) hydrogel. Van Den Bulcke, et al.,
reported that the increase of gelatin or GelMA proportion can elevate the viscosity of the hybrid
alginate/gelatin or alginate/GelMA polymers and the printability of the 3D bioprinting processes [93].
Photopolymerization of GelMA with water-soluble photoinitiator and UV-light can signiﬁcantly
increase the mechanical strengths of the composite hydrogels and the shape ﬁdelity of the 3D printed
constructs [86]. Schuurman et al., printed chondrocyte-laden GelMA hydrogel into multiple-layer
structures with a cell viability of 83% [94]. Wüst et al., created a hollow structure to facilitate cells
to migrate, proliferate and differentiate [95]. The GelMA hybrid hydrogels have been employed
in skin, bone, cartilage and vasculature 3D bioprinting. However, the photopolymerized GelMA
and its similars or derives, such as 4-arm poly(-ethylene glycol)-tetra-acrylate (PEGTA), and gelatin
ethanolamide methacrylate (GE-MA)-methacrylated hyaluronic acid (HA-MA) (GE-MA-HA-MA), are
non-biodegradable superpolymers (or supermolecules) which normally have very strong hardness
and limited usage in bioartiﬁcial organ 3D bioprinting areas.
Another effective approach is to chemically or biochemically (i.e., enzymatically) crosslink the
polymer chains (i.e., molecular strands). The polypeptide chains of the gelatin molecules can be
chemically or biochemically crosslinked to form larger macromolecules. Most of the enzymatic
crosslinks (such as tyrosinase, transferase, and tyrosinase) are catalyzed at neutral pH, and benign
temperature. These crosslinks maybe helpful in the future organ 3D bioprinting areas. Some chemical
agents, such as aldehydes (e.g., glutaraldehyde or glyceraldehyde), genipin, polyepoxides and
isocyanates, have been utilized to crosslink the gelatin-based hydrogels [96,97]. When the polymeric
chains are chemically crosslinked, covalent bonds formed between the free amino groups of lysine
and hydroxylysine or carboxyl groups of glutamate and aspartate in the gelatin molecules, ensuring
a relative stable 3D construct. Nevertheless, some of the chemical crosslinking agents (or reagents),
such as the aldehydes, are toxic to cells. Caution should be taken before cells are surrounded by the
toxic crosslinkers even embedded in the hydrogels. Furthermore, one should be aware that large
quantities of toxic reagents, such as the glutaraldehyde, glyceraldehyde and isocyanate molecules,

34

Polymers 2017, 9, 401

may be released into the body and cause vice reactions during the in vivo degradation of the chemically
crosslinked gelatin-based hydrogels.
5.2. Successful Gelatin-Based Organ 3D Bioprinting Technologies
Utilizing the advantages of multi-nozzle extrusion-based 3D printers and thermo-reversible
properties of the gelatin-based hydrogels, Prof. Wang and others have developed a series of organ 3D
bioprinting technologies that enables us to directly deposit multiple living cells, supportive materials,
growth factors and/or other bioactive agents in the right position, at the right time, and with the right
amount, to form 3D living organs for in vitro culture and/or in vivo implantation (Figure 3). In these
approaches, the digital data of a 3D image deﬁned in the predesigned CAD models can be translated
into actual entities. Consequently, bioartiﬁcial organs possessing essential biological, biochemical
and physiological functions, such as nutrient supply, protein secretion, waste discharge, anti-suture
implantation, have been completed. Various perfusable vascular networks, that integrate the merits of
both natural and synthetic polymers for effective cellular accommodation, tissue formation and organ
maturation have been produced successfully [13–15,64–68,73–77].
As an alternative approach to using the toxic crosslinking agents to crosslink the gelatin
molecules, several chemical crosslinkable polymers, such as alginate, chitosan, ﬁbrinogen and
hyluronan, have been added to the gelatin solutions and made the crosslinking procedures more cell
friendly. The gelatin-based hydrogels, such as gelatin/alginate, gelatin/ﬁbrin, gelatin/hyaluronan
and gelatin/alginate/ﬁbrinogen, developed by Prof. Wang in Tsinghua University have profound
inﬂuence in the extrusion-based organ 3D bioprinting technologies. For example, alginate is a
family of polysaccharides obtained from brown alginate which can be chemically crosslinked by
divalent cations, such as calcium (Ca2+ ), strontium (Sr2+ ), and barium (Ba2+ ) ions [19]. Chitosan,
derived from the deacetylation of chitin, is a positively charged amino polysaccharide (poly-1, 4
D -glucoamine), which can form a polyionic complex with the negatively charged gelatin-based
hydrogels with ionically interacts and can be crosslinked by sodium tripolyphosphate (TPP) [18].
Hyaluronic acid or hyaluronan (HA) is another major constituent of the ECMs in the human tissues,
such as the skin, lens, and cartilages. It can bind other large glycosaminoglycans (GAGs) and
proteoglycans through speciﬁc HA-protein interactions and can promote the migration and growth of
cells. HA can be enzymatically crosslinked [21]. Fibrinogen is a monomeric protein with a molecular
weight of about 340,000 Daltons, generated when the ﬁbrinogen peptide A and B are resected by
thrombin in the coagulation process, which have been widely used as haemostatic wound dressing
materials in the forms of sponge, ﬁlm, powder or sheet [20,27,28]. These natural polymers have been
successfully applied in the extrusion-based 3D bioprinting technologies to produce biocompatible,
biodegradable, and biostable 3D constructs with predeﬁned architectures [13–15,64–68,73–77]. The
predeﬁned architectures act as temporary organ generation templates for guiding the cellular activities,
such as migration, proliferation, self-organization and differentiation (Figure 5).
5.3. Challenges for Complex Organ 3D Bioprinting with a Whole Spectrum of Physiological Functions
Organ 3D bioprinting is a comprehensive process comprised of many physical and chemical
changes of the starting materials. It is also a developing and crossing multidiscipline that involves
many sciences and technologies, such as materials, biology, physics, chemistry, mechanics, computer
and medicine. Like the gelatin-based hydrogels which have been used in various 3D bioprinting
technologies, each organ can be printed in some special ways with regard to the 3D printer types,
“bioink” compositions, and clinical applications. To print a bioartiﬁcial organ with a whole spectrum
of physiological functions, some challenges still exist. These challenges can be analyzed from the
following three aspects.
Firstly, from the 3D printer aspect, two of the major hurdles are the out of date soft- and hardware.
At present, most of the existing 3D bioprinters can only print one or two “bioinks” (i.e., starting
materials) at one time with limited structural, material, and biological functions. Especially the
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most powerful extrusion-based 3D printers equipped with only one or two nozzles, which have
greatly limited their usage in multiple material selection, hierarchical structure construction and
critical function implementation. It is realized that different nozzles may have different usages in the
extrusion-based 3D bioprinting. Meanwhile, different 3D bioprinting technologies may have different
merits in complex organ manufacturing areas. To overcome these hurdles, combined multi-nozzle
3D printers with updated soft- and hardware are expected to provide new feasible ways for highly
complicated organ 3D bioprinting. These combined multi-nozzle 3D printers should be endowed with
additional capabilities to fulﬁll extra tasks in a target organ 3D bioprinting [79,98].
Secondly, from the “bioink” selection aspect, two of the major drawbacks until now are
the insufﬁcient tissue/organ growth abilities (with enough cell density and population) and the
unmatched mechanical properties of the vascular networks. This includes the polymer systems and
cell resources. Only a few existing polymers, like the PU and gelatin-based hydrogels, can meet
all the basic requirements for a successful organ 3D bioprinting with excellent biocompatibilities,
exclusive processibilities, desired mechanical properties and tunable biodegradabilities. Many more
new polymers or polymer combinations need to be exploited. Using sacriﬁcial polymers is an
intelligent strategy to provide extra structures in a target organ. Polymers, whether biodegradable
or non-biodegradable, can be used for artiﬁcial organ manufacturing. Non-biodegradable polymers
have limited usage in bioartiﬁcial organ manufacturing areas. It is also expected that one type of
stem cells derived from the patient can solve all the cell source problems. When stem cells are used
in the “bioinks”, the carcinogenic and teratogenic potentials of homologous and heterologous stem
cells should be properly controlled. Those growth factors, whether they are mixed with the stem
cells before 3D bioprinting or applied to the post-printing culture medium, should be optimized for a
typical organ 3D bioprinting technology [81,99].
Thirdly, from the physiological function aspect, the major challenge to date is still the establishment
of the perfusable hierarchical vascular networks. A perfusable vascular network is vitally important to
obtain bioartiﬁcial organs that can be implanted in vivo. A fully conﬂuent endothelial layer on the inner
surface of the vascular lumen is a prerequisite for the antithrombotic properties. A further issue is the
adaption of the vascular network to the host to allow in situ perfusion of the 3D construct and assure
the survival of the cellular constituents within. Caution should be taken that the successful in vitro
models cannot guarantee the in vivo clinical applications. Difﬁcult as it is, the hybrid PU/gelatin-based
cell-laden hydrogels or the synthetic polymer, such as PU and PLGA, encapsulated gelatin-based
cell-laden hydrogels have been demonstrated to have a promising future [100,101].
6. Conclusions and Perspectives
Generally, there are four steps in a typical organ 3D bioprinting process: blueprint predesigning,
3D printer and “bioink” preparation, processing and post-printing maturation. Multi-nozzle
extrusion-based organ 3D bioprinting technologies have demonstrated many distinguished advantages
(such as automated, sophisticated and integrated) in “organ manufacturing” areas. Gelatin-based
hydrogels, such as the gelatin/ﬁbrinogen, gelatin/alginate/ﬁbrinogen, and gelatin/alginate/
ﬁbrinogen/hyaluronan, with remarkable physical, chemical, biological and medical features, have
played a vitally important role in each of the successful extrusion-based organ 3D bioprinting
technologies. A combined multi-nozzle 3D printer can be used to manufacture highly complicated
organs with a variety of desired morphological structures, cellular components, and physiological
functions, such as vascular and nervous networks. A biologically mimicking CAD model derived
from patient or experience can be used to guide the customized or high throughput organ 3D
bioprinting processes.
In the future, bioartiﬁcial human organ manufacturing, by using the combined multi-nozzle
extrusion-based 3D bioprinting technology will be very popular in many laboratories throughout the
world. More sophisticated techniques, including μCT, MRI and X-ray techniques can be integrated
for the clinical datum collection, analysis, usage and storage. Modern imaging techniques, such as
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caged ﬂuorophores and quantum dots will allow scientists to visualize the morphological changes of
cells, tissues and organs occurring in a predeﬁned 3D construct in real time. Much more structural,
material, pathological and clinical features in each individual organ, such as the nephric tubules in
the kidney, alveolus pulmonis in the lung and lactiferous ducts in the breast, will be incorporated to
ensure the mass cells are functional. Computers will make the datum storage, manufacture process
and architecture predesign much easier. Bioartiﬁcial organs automatically produced through the
3D bioprinting technologies with much more hierarchical structures, particular cell types, bioactive
ingredients and physiological functions will play a pivotal role in regenerative medicine and other
pertinent biomedical ﬁelds, such as defect/failure organ restoration, high-throughput drug screening
and metabolic syndrome model establishment. Numerous patients will beneﬁt signiﬁcantly from
these prominent organ 3D bioprinting technologies, theories and principles. The average longevity of
human beings will deﬁnitely be prolonged miraculously through the defect/failure organ restoration
applications, effective drug screening protocols and disease metabolism controlling templates.
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Abstract: The aims of this paper are: (1) to review the current state of the art in the ﬁeld of cartilage
substitution and regeneration; (2) to examine the patented biomaterials being used in preclinical
and clinical stages; (3) to explore the potential of polymeric hydrogels for these applications and the
reasons that hinder their clinical success. The studies about hydrogels used as potential biomaterials
selected for this review are divided into the two major trends in tissue engineering: (1) the use of
cell-free biomaterials; and (2) the use of cell seeded biomaterials. Preparation techniques and resulting
hydrogel properties are also reviewed. More recent proposals, based on the combination of different
polymers and the hybridization process to improve the properties of these materials, are also reviewed.
The combination of elements such as scaffolds (cellular solids), matrices (hydrogel-based), growth
factors and mechanical stimuli is needed to optimize properties of the required materials in order to
facilitate tissue formation, cartilage regeneration and ﬁnal clinical application. Polymer combinations
and hybrids are the most promising materials for this application. Hybrid scaffolds may maximize
cell growth and local tissue integration by forming cartilage-like tissue with biomimetic features.
Keywords: cartilage regeneration; polymeric hydrogels; polysaccharides; hybrid hydrogels;
hybrid scaffolds

1. Introduction: Current Clinical Approaches and the Need for New Developments
The aim of this paper is to review the current state of the art of materials for cartilage substitution
and regeneration. Section 1 describes the current state of the art in clinical treatments. Polymeric
hydrogels used in cartilage regeneration and the reasons hindering their clinical success are reviewed
in Section 2. The preparation techniques using polysaccharides and the resulting hydrogel properties
are described in Section 3. Finally, future trends are explored in Section 4.
Several reviews about hydrogels for cartilage regeneration have been published for the last
10 years, focusing on preparation and characterization, natural and synthetic polymer precursors,
gelation kinetics, cell and drug delivery, growth factors, mechanical properties and biocompatibility.
Nevertheless, most of those reviews do not propose new alternatives to improve hydrogels properties
which can fulﬁll the real clinical needs in terms of tissue regeneration, mechanical properties and
degradation kinetics. Therefore, this paper reviews relevant literature published during 2013–2017,
related to the application, fabrication, characterization, in vitro and in vivo assays of biomaterials
based on hydrogels for cartilage regeneration. The studies selected are articles and reviews written
in English.
Polymers 2017, 9, 671
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Currently, there are no clinical satisfactory solutions for cartilage tissue regeneration [1–3].
The most widely used clinical procedure to heal cartilage injury involves penetrating the wound
to the subchondral bone, allowing the access of blood ﬂow and new biological material [4–7]. However,
such clinical treatments often result in the formation of ﬁbrocartilaginous tissue (Figure 1), which is
weaker than the original one, failing to integrate properly with surrounding tissue, and degrading
over a period between 6 to 12 months [8–12].

Figure 1. Common clinical procedure used to heal cartilage injury. Original illustration designed and
provided by the authors.

During the last few years, material scientists and tissue engineers have tried to help clinicians
by confronting the challenge of manufacturing porous 3D scaffolds which resemble the chemical
composition and architecture (Figure 2) of the extracellular matrix (ECM) of the cartilage [13–19]. Most
of the studies are directed to determine how chemical composition and architecture inﬂuence cellular
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phenotype, differentiation, integration and extracellular matrix secretion during in vitro [20–25] and
in vivo [26–32] assays.


Figure 2. Top. How artiﬁcial scaffolds try to mimic the anisotropic characteristic in cartilage
tissue [33,34]. Reprinted with permission of [33] Sandra Camarero-Espinosa et al. Biomaterials, 74:
42–52. Bottom. Matrix regeneration within a macroporous non-degradable implant for osteochondral
defects is not enhanced with partial enzymatic digestion of the surrounding tissue. (A) Environmental
scanning electron microscopy of a longitudinal slice taken through the cartilage-bone-implant. The
specimen was retrieved at the 1 month post-operative time point. Good integration between the
implant and the surrounding bone and articular cartilage was observed. (B) Environmental scanning
electron microscopy image of a longitudinal slice taken through the cartilage-bone-implant construct at
3 months. Fibrous encapsulation of the implant is highlighted by arrows. Reprinted with permission
of [34] Aaron J. Krych et al. J. Mater. Sci. Mater. Med., 24: 2429–2437.

Several natural and synthetic polymers are being used to create novel materials, as collected in
Table 1, in attempts to produce scaffolds for tissue engineering and regenerative medicine having
clinical application [35].
Table 1. Scaffolds in clinical and preclinical use for cartilage regeneration.
Application

Nose (dorsal
augmentation material in
rhinoplasty)

Material
Tissue-engineered
chondrocyte PCS
(Porcine
Cartilage-derived
Substance) scaffold
construct.

44

Problem-result

Ref.

Preliminary animal study: Excellent
biocompatibility, neocartilage formation
starts. However, it was not conﬁrmed
that the constructs contributed to the
formation of neocartilage.

[36]
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Table 1. Cont.
Application

Material

Problem-result

Ref.

Osteochondral
biomimetic
nanostructured scaffold
Maioregen®

Better results in healing complex lesions
in comparison with the implantation of
a purely chondral scaffold.

[37]

Cell-free biphasic
scaffold:
collagen-hydroxyapatite
osteochondral scaffold

Statistically signiﬁcant improvement in
clinical scores. At 5 years, between
60.9% and 78.3% of the cases showed
complete ﬁlling of the cartilage,
complete integration of the graft, intact
repaired tissue surface and
homogeneous repaired tissue.

[38]

Nanostructured
biomimetic three-phasic
collagen-hydroxiapatite
construct

The implantations to treat chondral and
osteochondral knee defects were
effective in terms of clinical outcome,
although MRI detected abnormal
ﬁndings.

[39]

Autologous ovine MNC
Cell-seeded and cell-free
DL -poly-lactide–co–
glycolide (PLGA)
scaffolds

The engineered tissue had not local or
systemic adverse effects. However, only
a poor integration of the tissue
engineering product into adjacent tissue
was reached and the formed ECM was
not mature enough for long-lasting
weight-loading resistance.

[40]

Type I
collagen-hydroxyapatite
(Maioregen® )
nanostructural
biomimetic
osteochondral scaffold

The use of the Maioregen® scaffold is a
good procedure for the treatment of
large osteochondral defects; however,
the lesion site seems to inﬂuence the
results. Patient affected in the medial
femoral condyle showed better results.

[41]

DeNovo (RevaFlex)
engineered tissue graft

Preliminary evidence suggests that
DeNovo ET implant is capable of
spontaneous matrix formation with no
immune response, improving function
and recreating hyaline-like cartilage.

[42]

Knee (femoral condyles)

Biphasic cylindrical
osteochondral composite
construct of
DL -poly-lactide–co–
glycolide (PLGA). Its
lower body is
impregnated with
β-tricalcium phosphate
(TCP)

The regenerated osteochondral tissue
was evaluated as a tissue of acceptable
quality.
Regenerated cartilage was deﬁned as
being hyaline when the ground
substance was homogeneous without
ﬁbrous texture.

[43]

Tibial plateau
(osteochondral scaffold)

Osteochondral
biomimetic
collagen-hydroxiapatite
scaffold (Maioregen® ,
Fin-ceramica, Faenza,
Italy)

MRI abnormalities. Clinical outcome
with stable results up to a mid-term
follow-up.

[44]

Knee (subchondral bone)

Knee (chondral defects)
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Table 1. Cont.
Application

Microfractured defect
(for ﬁlling
microfractures)

Material

Problem-result

No human clinical outcomes data
available. Data regarding results are
limited to expert opinion.

[45]

Chondroitin sulfate
adhesive-Poly(ethylene
glycol) diacrylate
(PEGDA) hydrogel
system combined with
standard microfracture
surgery

Signiﬁcant increase in tissue ﬁllers with
defects in a short-term follow-up.

[46]

Artiﬁcial TruFit cylinders
made of fully synthetic
material called
PolyGraft® -Material:
50% copolymer (PDLG),
composed of 85%
poly(D , L-lactide) and
15% glycolide; 40%
calcium sulfphae, 10%
PGA ﬁbers

No clinical improvement could be
found. The regeneration of the ﬁlled
defects took more than 2 years, even
though TruFit Plugs are supposed to
stimulate cartilage and bone cell
migration from the surrounding tissue
to the synthetic cylinders.

[47]

Porous poly(ethylene
oxide)terephthalate/
butylene terephthalate)
(PEOT/PBT) implants

Treated defects did not cause
postoperative bleeding.
Well integration. Surface stiffness was
minimally improved compared to
controls. Considerable biodegradation
after 9 months. Congruent
ﬁbrocartilaginous surface repair with
interspersed ﬁbrous tissue formation in
implanted sites. Donor site:
ﬁbrocartilaginous surface repair.

[48]

Engineered hyaluronic
acid membrane,
Hyalograft®

Using the hyaluronic membrane had no
effect on the ﬁnal outcome. No
difference was observed between the
ﬁbrocartilage tissue formed after
implementing microfractures and the
ﬁbrocartilage tissue grown on the
hyaluronic acid membrane scaffold.

[49]

Knee (for donor site
ﬁlling)

Shoulder

Ref.

BioCartilageTM, product
containing dehydrated,
micronized allogeneic
cartilage, implanted with
the addition of platelet
rich plasma

However, the complexity of the physical structure and properties of cartilage, including
mechanical [50–54], anisotropic [55–57], nonlinear [58–60], inhomogeneous [61–63] and viscoelastic
properties [64–66], are thought to be directly related to the failing of most of the attempts made to
fabricate artiﬁcial substitutes for cartilage [67–71]. As a consequence, there are not yet biomaterials for
cartilage regeneration in clinical use with satisfactory results. Scaffolds based on tissue-engineered
constructs, osteochondral biomimetic scaffolds, cell-free biphasic or three-phasic scaffolds, autologous
scaffolds, engineered-tissue grafts, porous implants have not demonstrated to be a satisfactory solution
in clinical application. Therefore, it seems evident that there is a need to designi more suitable scaffolds
and to develop new types of materials which can be used for cartilage regeneration.
In the case of articular cartilage repair, the required materials must provide successful mechanical
properties, biological delivery, ﬁxation of the device in situ and stability to the joint. Besides, the
assays done to these materials need to be based on the intended biological effect and potential risks
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which have to be evaluated, such as toxicity, dedifferentiation, immunogenicity and contamination.
Some preclinical trials with little animal models, such as rats and white New Zealand rabbits, are
necessary to predict how biomaterials may behave during clinical assays. Moreover, some preliminary
studies can be done in cadaveric human bodies; however extensive trials with large animal preclinical
models are mandatory to obtain market approval. Therefore, just a few of the novel materials or
tissue protocols are allowed to have clinical application or even to be commercialized. When trying
to compare different studies of novel materials once they are introduced into clinical practice, there
are other problems: (1) lack of homogeneity due to the different studied population; (2) short- and
mid-follow-ups; (3) use of different evaluation systems; (4) new scaffold-based strategies for cartilage
regeneration, either cell seeded or cell-free biomaterials; (5) procedures which differ in scaffold
ﬁxation methods, surgical approaches and postoperative rehabilitation phases. Therefore, there is the
need among scientists, clinicians, industry and regulatory experts to improve communication and
collaboration in order to overcome all the barriers in tissue engineering and to establish a deﬁned road
map to reach clinical application.
2. Hydrogels in Cartilage Regeneration
Hydrogels are emergent candidates for applications in cartilage regeneration. Hydrogels are
three-dimensional hydrophilic polymer networks made up of water-soluble polymers, crosslinked
by either covalent or physical methods [72] (Figure 3) to form a water-insoluble hydrogel [73,74].
Hydrogels can be composed of natural polysaccharides [75–77], proteins [78–82] or synthetic
polymers [83–85]. Hydrogels are able to swell and retain great portions of water, from 20% to 99%
by weight, when placed in aqueous solutions [86–88]. Hydrogels, tested as matrices to build up
scaffolds, provide highly desirable 3D environments for cell growth, holding a great promise for the
regeneration of cartilaginous tissue as in vitro and in vivo studies showed [89–94]. Several studies
use cells to catalyze tissue formation while being distributed in 3D hydrogel matrices. Cell matrix
adhesion to hydrogel is an important interaction which regulates stem cell survival, self-renewal, and
differentiation. Using 3D culture systems (hydrogels) may provide an appropriate niche, scaffolding
and environmental bioactive signals for cells. Depending on their physical structure and chemical
composition, hydrogels can preserve a compositional and mechanical similarity with the native
extracellular matrix of cartilage [95–98]. These properties are necessary for controlling cell response,
differentiation and functional tissue regeneration [99–106].
One important reason for the choice of hydrogels in cartilage applications is the possibility of
making them injectable which offers advantages over solid scaffolds such as the possibility of using
a non-invasive approach. Injectable hydrogels can ﬁll any shape defect and they may provide a
homogeneous cell distribution within any defect size or shape prior to gelation [107–111]. Over
recent years, a variety of naturally [112–119] and synthetically [120–122] derived materials such
as silk [123,124], resilin [125], chitosan [126], chondroitin sulfate [127], hyaluronic acid [128–131],
gelatin [132], agarose [133], alginate [134] poly(vinyl alcohol) (PVA) [95,135] poly(acrylic acid) [136],
acrylamide [137] and many others have been used to form injectable hydrogels for cartilage repair.
Collagen II and glycosaminoglycans (GAGs) are cartilage-speciﬁc extracellular matrix
components; they play a crucial role in regulating the expression of chondrocytic phenotype and
in supporting chondrogenesis. They have been used for in vitro and in vivo assays [138]; many
attempts have been made with different GAGs precursors of hydrogels to provide an appropriate
biochemical and biomechanical environment for cells [139–146]. Unfortunately, hydrogels derived
from GAGs degrade really fast, thus different chemical modiﬁcations have to be introduced. Several
crosslinking degrees are necessary in attempt to modulate their degradation kinetics. However, their
biological response is also modiﬁed [147–151]. In general, the studies found on literature can be
divided into two main types: (1) cell-free hydrogel scaffolds; and (2) cell-seeded hydrogel scaffolds.
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Figure 3. Chemical and physical crosslinking methods used to form hydrogels.

2.1. Cell-Free Hydrogel Scaffolds
Investigations based on cell-free hydrogel scaffolds focus on their physico-chemical
characterization and mechanical properties [152]. These studies allow a full understanding of physical
and chemical interactions within materials and how these interactions may affect biological and
mechanical properties of scaffolds.
Poly(ethylene glycol) (PEG) and derived hydrogels are ones of the most widely used synthetic
polymer for tissue engineering. The modulus for bovine articular cartilage, measured in compression
mode, is 950 KPa, which is close to the value of the fully hydrated polyethylene glycol diacrylate
(PEG-DA) hydrogel [87]. Polyvinyl alcohol is another synthetic polymer widely used to form
hydrogels due to their excellent biocompatibility, high permeability to ﬂuids (showing an equilibrium
water content of 32 ± 5%) and low friction coefﬁcients (μ) in the range of 0.02 to 0.05 against
smooth and wet substances. Some studies on PVA-based scaffolds aim to demonstrate that under
tribological loading, friction and wear characteristics compatible to natural articular cartilage can be
achieved [153]. As low friction coefﬁcients are required for engineered cartilage, polyvinyl alcohol
(PVA)/polyvinylpyrrolidone (PVP) hydrogels were synthesized with different polymerization degrees:
1700, 2400 and 2600 for the PVA; and different polymer concentrations: 10% w/w, 15% w/w and 20%
w/w of PVA/PVP. It was found that the inner structures of hydrogels tend to be denser when polymer
concentration and polymerization degree of PVA increase. While the friction coefﬁcient increases
(from 0.037 to 0.044) with an increment in the polymerization degree of PVA (average increase rate is
approximate 3%), the friction coefﬁcient decreases (from 0.033 to 0.03 for a 2.5 N load; from 0.049 to
0.045 for a 7.5 N load) with an increment in the polymer concentration (from 10% to 20%) in the low
load region and under liquid lubrication. Thus, there is the need to keep friction coefﬁcients stable
under lubricated conditions [154].
Another study using PVA-based hydrogels, crosslinked with trimetaphosphate (STMP), revealed
that fully hydrated hydrogels were covalently crosslinked systems when mechanically tested, with a
rheological behavior (the G changed from 0.01 MPa (0.01 Hz) to 0.02 MPa (15 Hz)) similar to that of
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tibia cartilage (G = 0.03 for tissue surface and G = 0.11 for overall tissue) [86]. As previously said, it is
an important challenge to develop scaffolds which possess mechanical properties mimicking those of
cartilage tissue, since cartilage is a complex nonlinear, viscoelastic and anisotropic extracellular matrix
structure. T. Chen et al. [155] reported that hydrodynamic conditions, simulating the motion-induced
ﬂow ﬁelds between the articular surfaces within the synovial joint, induce the formation of a distinct
superﬁcial layer on tissue engineered cartilage hydrogels. These hydrodynamic conditions enhance,
on the superﬁcial layers, the production of cartilage matrix proteoglycan, type II collagen and a highly
aligned ﬁbrillary matrix which resembles the alignment pattern in native tissue surface zone.
Since many materials do not exhibit a low friction coefﬁcient or withstand several loading
cycles, some of them are inﬁltrated with an interpenetrating network hydrogel to form functional
scaffolds which provide load-bearing and tribological properties, similar to native cartilage ones. For
example: (1) a porous three-dimensionally woven poly(ε-caprolactone) ﬁber scaffold was infused
with a “tough-gel” made of alginate and polyacrylamide [83]; (2) a boundary lubricant functionalized
PVA-based hydrogel was developed to be used as a synthetic replacement for focal defects in articular
cartilage [156]. Other techniques to develop hydrogels with high mechanical strength are: by using a
double network or two-step polymerization [88,157]; or by functionalizing hydrogels with different
organic or inorganic molecules [158].
2.2. Cell-Seeded Hydrogel Scaffolds
Cell-based hydrogel scaffold therapy is one of the main strategies being investigated in cartilage
regeneration. Several scaffolds and materials are being evaluated. These studies focus on whether
or not the hydrogels provide an appropriate biochemical and biomechanical environment for a
long-lasting hyaline-type cartilage regeneration. Decellularized extracellular matrices from natural
tissues like dermis or adipose are being studied as functional biologic scaffolds (Figure 4). It is possible
to ensure the bioactivity of a substrate when scaffolds are seeded with a speciﬁc cell type, either
chondrocytes or stem cells, and if these cells are able to proliferate regardless of “natural” conditions.
As an example, Giavaresi G. et al. [159] evaluated in vitro the biological inﬂuence of a decellularized
human dermal extracellular matrix on human chondrocytes (NHAC-kn) and mesenchymal stromal
cells (hMSC). The study showed that at 24 h after seeding, cells adhered consistently to dermal
membranes (NHAC-kn = 93% and hMSC = 98%); at 7 days, cell viability index was 98% for both cell
cultures seeded on dermal membranes; and after 14 days of culture, the indexes increased signiﬁcantly
for both cell cultures (p < 0.0005; NHAC-kn = 136% and hMSC = 263%). Furthermore, a biohybrid
composite scaffold, composed by combining a decellularized Wharton’s jelly extracellular matrix
with the polyvinyl alcohol (PVA)-based hydrogel, demonstrated its ability in promoting chondrocyte
adhesion and scaffold colonization [160]. Other studies are examining extracellular matrices developed
from porcine articular cartilage [161]. Although these substrates worked as proper scaffolds for the
growth of cells, their therapeutic and functional efﬁciency in cartilage regeneration still need to be
proved. Other cell therapies include implanting chondrogenic lines differentiated from mesenchymal
stem cells (MSC) into different polysaccharides or synthetic hydrogels. Collagen hydrogels have
proved to provide an appropriate 3D environment for MSC chondrogenesis, isolated from Wharton’s
jelly of human umbilical cord, and to be cytocompatible matrices with great potential for cartilage
engineering [162].
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Figure 4. Matrix-based scaffold approaches for cartilage regeneration. Original illustration designed
and provided by the authors.

One of the problems being reported when using cell therapies is the dedifferentiation of
chondrocytes when cultured in two-dimensional cultures, making them less functional for cartilage
repair. Wu L. et al. [163] hypothesized that functional exclusion of dedifferentiated chondrocytes
can be achieved by detecting domains formation of collagen molecules deposited by chondrogenic
cells into 3D environments. They reported a method which allows separation of functionally
active chondrogenic cells, which produce high levels of collagen II, from functionally inferior
dedifferentiated cells, which produce collagen X. To avoid dedifferentiation of cells once they are
forming constructs, Lam J. et al. [164] investigated the ability of cell-laden bilayer hydrogels, by
encapsulating chondrogenically and osteogenically pre-differentiated mesenchymal stem cells, by
varying the period of chondrogenic pre-differentiation prior to implantation. Therefore, cell phenotype
could be optimized in order to achieve ideal tissue repair. Furthermore, since regeneration of human
articular cartilage is limited, various cellular sources have been studied, including adult and juvenile
chondrocytes. Some studies have compared the formation of cartilage tissue, produced by juvenile,
adult and osteoarthritic chondrocytes, inside 3D biomimetic hydrogels composed of poly(ethylene
glycol) and chondroitin sulfate. It was found that after the cultured time, juvenile chondrocytes
showed a greater upregulation of chondrogenic gene expression than adult chondrocytes, while OA
chondrocytes showed a downregulation [101]. Another strategy being studied is the evaluation of
therapeutic effects of intra-articular injections of hydrogels containing drugs used to treat osteoarthritis
symptoms [165].
Some other studies are meant to analyze how the structure and fabrication methods of the scaffolds
inﬂuence cells behavior. Due to their intimate contact with chondrocytes, scaffolds are important
components of cell niche. Investigations into micro-architecture of scaffolds have revealed that mean
pore size is cell-type speciﬁc and inﬂuences cellular shape, differentiation and extracellular matrix
secretion (Figure 5). Studies in collagen-hyaluronic acid scaffolds, fabricated with different mean
pore size, showed that scaffolds with the largest mean pore size (300 μm) stimulated signiﬁcantly
a higher cell proliferation, chondrogenic gene expression and cartilage-like matrix deposition [166].
When using synthetic materials to produce hydrogels, it is necessary to determine their in vitro
pore size and mechanical stiffness after being rehydrated, in order to predict their in vivo behavior.
Hui J. H. et al. [167] found that freeze-dried oligo[poly(ethylene glycol)fumarate] (OPF) hydrogels with
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a pore size ranged from 20 to 433 μm in diameter and a mechanical stiffness of 1 MPa when rehydrated,
enhance the formation of hyaline-ﬁbrocartilaginous mixed tissue. However, these hydrogels, implanted
alone into cartilage defects, are insufﬁcient to generate a homogenously hyaline cartilage repair tissue.
Kwon H. et al. [168] demonstrated that scaffolds, with different pore size and fabrication methods,
inﬂuence the microenvironment of chondrocytes and their response to proinﬂammatory substances.
Having high levels of proinﬂammatory cytokines can cause cartilage destruction and instability of
the engineered cartilage tissue. These authors found that silk scaffolds with larger pore sizes support
higher levels of cartilage matrix and leach more efﬁciently proinﬂammatory cytokines into the medium,
inﬂuencing cartilage gene expression.

Figure 5. Bilayered cartilage scaffold (A) schematized by a diagram illustrating the electrospun ﬁber
zone (FZ) deposited on a particulate-templated foam (PZ). The combination of the two distinct zones is
designed to yield an anisotropic scaffold with a smooth articular surface and a more porous region for
ECM deposition. (B) Electron microscopy images (top) of the aligned ﬁber zone that is shared between
both scaffold varieties, (middle) the complete bilayered scaffolds with 0.3 mm3 (left) and 1.0 mm3
(right) pores, and (bottom) the sodium chloride porogens used to produce their respective scaffolds.
Reprinted with permission from [169] J.A.M. Steele et al. Combinational scaffold morphologies for
zonal articular cartilage engineering. Acta Biomaterialia. 10: 2065–2075.

Furthermore, each zone of cartilage tissue varies in regard to biochemical content, morphology
and biomechanical function. Deeper cartilage zones present higher stiffness, higher proteoglycan
concentration but lower cellular density and same collagen concentration along cartilage tissue. In a
general structural perspective, cartilage can be simpliﬁed into two main regions: (1) the superﬁcial
zone which exhibits a high tensile strength and low friction coefﬁcient to keep a smooth articulation;
(2) a dense ECM region rich in proteoglycan molecules which give the tissue adequate compressive
mechanical properties by producing a high osmotic pressure within the tissue. Therefore, when
fabricating a bilayer or three-layer scaffold, pore size and fabrication method of each layer inﬂuence
the microenvironment of chondrocytes. As shown by Steele J.A.M. et al. [169], tissue engineering
scaffolds can be designed to vary in morphology and function, offering a template: (1) to mimic
the structural organization and functional interface of cartilage superﬁcial zone; (2) to increase the
extracellular matrix production; (3) to enhance the anisotropic mechanical properties. These authors
fabricated a multi-zone cartilage scaffold by electrostatic deposition of polymer microﬁbers onto
particulate-templated scaffolds with 0.03 mm3 and 1.0 mm3 porogens. They demonstrated that
bilayered scaffolds can closely mimic some of the structural characteristics of native cartilage due to: (1)
the addition of aligned ﬁber membranes enhances the mechanical and surface properties of scaffolds;
(2) zonal analysis of scaffolds showed region-speciﬁc variations in chondrocyte number, sulfated
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GAG-rich extracellular matrix and chondrocytic gene expression; (3) smaller porogens (0.03 mm3 )
yield higher GAGs accumulation and aggrecan gene expression.
It is important to understand the multi-scale biomechanical behavior of cartilage tissue, in
order to realize the connection among joint kinematics, tissue-level mechanics, cell mechanics and
mechanotransduction, matrix mechanics and the nanoscale mechanics of matrix macromolecules.
Therefore, understanding mechanical behavior at each scale helps to correlate cell biology, matrix
biochemistry and tissue structure/function of cartilage (Figure 6).
Moreover, the combination of cell-based therapies with growth factor delivery, which can
locally signal cells promoting their function, is also being investigated. Since morphogenetic
protein (BMP-2) and transforming growth factor (TGF-β) are cytokines proposed as stimulants for
cartilage repair, it is necessary to undertake a detailed comparative analysis of their biological effects
on chondrocytes [170]. As an example, when chondrocytes are encapsulated in PEG hydrogels
functionalized with transforming growth TGF-β1, proliferation and matrix production increase, in
comparison with cells in hydrogels where TGF-β1 is dosed in the culture medium or untreated
TGF-β1 hydrogels [171]. In another study, chondroitin sulfate-bone marrow adhesive hydrogel
was used to localize and carry BMP-2 protein, which enhance articular tissue formation. It was
demonstrated that these hydrogels were capable of supporting articular chondrocytes, viability and
phenotype retention, stimulating cells to produce hyaline-like extracellular matrix [172]. Although
expensive growth factors in cultures are used, there is still a production of cartilage with inferior
mechanical and structural properties compared with the natural tissue. However, recent evidence
suggests that GAGs incorporated into tissue engineering scaffolds can isolate and/or activate growth
factors, mimicking better the natural extracellular matrix [173]. For example, in the presence of TGF-β3
releasing microspheres, gellan gum hydrogels facilitate a greater cell proliferation than ﬁbrin or agarose
hydrogels. Histological and biochemical analysis of these hydrogels indicated that ﬁbrin hydrogel
was the least chondro-inductive, while agarose and gellan gum hydrogels supported more robust
cartilage formation because of a greater GAGs accumulation within the constructs. Unfortunately,
gellan gum hydrogels stained more intensely for collagen type II and collagen type I, suggesting
a ﬁbrocartilaginous tissue phenotype [174]. There are other studies focused on calciﬁed cartilage
zone, which provides mechanical integration between articular cartilage and subchondral bone.
Lee W.D. et al. [175] developed tissue-engineered osteochondral-like constructs with bone marrow
stromal cells (BMSC), as single cell source. Cartilage tissue and a porous bone substitute substrate
were formed with an interfacial zone of calciﬁed cartilage. The authors found that the presence of
calciﬁed cartilage increased the shear load that the construct may withstand at the interface. However,
preclinical studies are needed to determine if these osteochondral-like constructs could repair joint
defects in vivo.
Evaluating cell-free and cell-based hydrogels reviewed above, only a few of these biomaterials
have been used in clinical applications [45,46,74,176–179] because of four main unsolved problems
in tissue engineering: (1) toxicity of some crosslinking agents [180]; (2) lack of mechanical
integrity [156,181–187]; (3) poor control of gelation kinetics [188,189]; (4) unsuitable degradation
kinetics [190–194].
Since some of the reactions used to synthesize hydrogels are limited due to their complexity,
the use of cytotoxic reagents, instability of some functional groups, possible side reactions and low
coupling efﬁciency, there is the need to explore and exploit simple and highly efﬁcient methods which
may be applicable to a great variety of biodegradable polymeric precursors.
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Figure 6. Correlation among the multi-scale biomechanical behavior of cartilage tissue. Original
illustration designed and provided by the authors.

3. Polysaccharides Versus Synthetic Hydrogels
The degradation rate and mechanical properties of manufactured hydrogels must be compatible
with the growth of new tissue [109]. As mentioned before, hydrogels can be made of either natural or
synthetic polymers, each of them with advantages and disadvantages, or even a combination of both,
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whether or not a reduction of disadvantages from the individual components can be obtained. When
using natural precursors, good biocompatibility and bioactivity are ensured in the hydrogel scaffolds.
However, there will be a high degradation rate, in contact with body ﬂuids or medium, and a limited
mechanical behavior, since natural polymer components are extracted from tissues and subsequently
reconstructed to form hydrogels [173,195]. Nevertheless, the strength of these natural hydrogels can
be increased by making the polymer matrix denser, using a chemical crosslinking or making chemical
modiﬁcations. On the other hand, using synthetic precursors may provide appropriate physical and
chemical properties for hydrogel scaffolds; however a good cell biological response and an adequate
degradation rate may not occur [196,197]. The strength of the synthetic hydrogels can be raised by
changing the molecular weight of the starting polymers, increasing polymer concentration or even the
degree of functionalization, using reactive groups during the crosslinking reaction.
3.1. Manufacturing Techniques and Their Inﬂuence on Hydrogel Properties
Depending on the polymer precursors, hydrogels can be synthesized in different ways. In the
ﬁrst step a polymer is modiﬁed with a functional group; then the polymer is crosslinked, either
physically or chemically, to form a three-dimensional structure. While chemical hydrogels are
covalently crosslinked, physical hydrogels are not. Crosslinking can take place at the same time or
after the copolymerization [198]. In situ crosslinked cytocompatible injectable hydrogels can be formed
using: (1) non-toxic chemical crosslinkers, as in the Michael Addition Reaction, Click Chemistry, Schiff
Base Reaction, and photo-crosslinking reactions; (2) enzymes for a biological crosslinking; (3) physical
interactions, such as ionic and hydrophobic ones; (4) supramolecular chemistry utilizing self-assembly
molecules [199].
The morphology and physico-chemical structure of hydrogels also depend on processing
conditions applied during their formation, for example using electrospinning or cryogelation
techniques. Hydrogel morphologies may range from ﬁbrils, characteristic of protein-based hydrogels
such as collagen and ﬁbrin, to amorphous, characteristic of synthetic hydrogels such as PEG. When
using the electrospinning technique, it is possible to obtain hydrogels with aligned ﬁbrils morphologies.
Mirahmadi F. et al. [200] added degummed chopped silk ﬁbers and electrospun silk ﬁbers to
thermosensitive chitosan/glycerophosphate hydrogels, to reinforce scaffolds for hyaline cartilage
regeneration. The results showed that mechanical properties of hydrogels were signiﬁcantly enhanced;
besides the composition of the scaffolds supported the chondrogenic phenotype. Nevertheless, when
using cryogelation, because of ice crystals, a controlled porosity can be induced into hydrogels, helping
them recovering their shape [201]. Another method to fabricate three-dimensional porous hybrid
scaffolds for articular cartilage repair is combining freeze-dried [192,202,203] natural components
with synthetic polymers, provide scaffolds with mechanical strength and an environment similar to
natural ECM, to let chondrocytes proliferate. Lyophilization or freeze-drying technique produces
highly porous structures with open pores throughout the scaffolds. The pores are introduced into the
scaffolds, ﬁrst by ice crystal formation, then by freeze-drying them. For this reason pore architecture
reﬂects the ice crystal morphology [203]. Novel collagen/polylactide (PLA), chitosan/PLA, and
collagen/chitosan/PLA hybrid scaffolds were fabricated by freeze-drying technique [204]. It was
observed that collagen binds water inside the scaffold structure and it helps cells to penetrate into
the hybrid scaffolds. To enhance anisotropic properties of cartilage scaffolds, aligned unidirectional
pores can be formed depending on the real alignment of cells and the type of extracellular matrix
that has to be repaired. Collagen-hybrid scaffolds, constructed by directional freezing, were studied.
When varying freezing rates and suspension media, it is possible to obtain collagen-hybrid scaffolds
with unidirectional pores, tunable pore sizes and pore morphologies [203]. The results demonstrated
that directed horizontal ice dendrite formation and vertical ice crystal nucleation are responsible for
aligned unidirectional ice crystal growth and, consequently, for aligned unidirectional pore structure
of the collagen-hybrid scaffolds.
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Since conventional fabrication techniques may not provide a precisely control of pore size,
interconnectivity or pore geometry for scaffolds, solid freeform fabrication (SFF) techniques are now
being used to produce 3D scaffolds with an organized interconnected pore structure which ensures
good functionality and good mechanical strength, necessary to maintain new cartilage formation.
Bioprinting and plotting are being used as freeform fabrication techniques. These emerging
techniques are used to fabricate viable 3D tissue constructs through a precise deposition of cells in
hydrogels [205]. However, scaffolds, fabricated by these printing systems, often lack of ﬂexibility
and adequate mechanical properties [138,206]. Xu T. et al. [207] described the construction of a
hybrid inkjet printing/electrospinning system that can be used to fabricate viable cartilage engineered
tissue. They fabricated a ﬁve-layer construct, 1 mm thick, made of electrospun polycaprolactone
ﬁbers alternated with inkjet printing of rabbit elastic chondrocytes suspended in a ﬁbrin-collagen
hydrogel. One week after printing, evidence showed more than 80% of cell viability, cell proliferation
and formation of cartilage-like tissue in the ﬁve-layer construct, both in vitro and in vivo assays, and
demonstrated an improvement of mechanical properties, in comparison with printed alginate or
ﬁbrin-collagen hydrogels.
Novel techniques of tissue scaffold fabrication, as ultrafast pulse DLW lithography, are
attractive due to their 3D structuring capability, spatial resolution, scaling ﬂexibility and diversity of
working materials.
3.2. Degradation Kinetics, Physical Properties (Applicability) and Biological Effects
Hydrogels degradation kinetics should be compatible with new tissue formation kinetics, in
order to ensure a good integration of the construct. If hydrogels degrade very fast, it will trigger
occurrence of defects in the formed tissue, such as cysts. On the other hand, if a very slow degradation
occurs, hydrogels will inhibit the formation of new biological material and their integration with
the surrounding tissue. Degradation of hydrogels can take place by either hydrolytic or enzymatic
mechanisms. The hydrolytic degradation happens when hydrogel is kept in contact with ﬂuids
by breaking the polymer chains or the crosslinked network. This type of degradation mechanism
can be controlled by limiting the amount of degradable precursor, used to synthesize hydrogels.
The enzymatic degradation is caused by cells when they begin to invade the hydrogel or when
encapsulated cells within the hydrogel start to proliferate or migrate throughout it. Many natural
origin proteins have sites of cleavage in the protease, allowing hydrogels to degrade during the
replacement of the ECM. This type of degradation may also depend on the degree and the type of
chemical crosslinking in the hydrogels used as scaffolds [201].
3.3. Speciﬁcities of Polysaccharide-Based Hydrogels
When trying to manufacture biomimetic scaffolds for cartilage tissue regeneration,
naturally-derived hydrogels are widely used, due to their macromolecular properties and because
the employed biopolymers are part of the natural tissue that needs to be healed. Most of the studied
naturally-derived hydrogels are based on biopolymers such as collagen, gelatin, chitosan, hyaluronic
acid, chondroitin sulfate, agarose, alginate and ﬁbrin [109,208].
3.4. Biological Response of Polysaccharide-Based Hydrogels
Since hyaluronic acid is a fundamental component of natural cartilage matrix, some studies have
shown its importance and its good qualities as an excellent naturally derived polymer. Injections
of hyaluronan into osteoarthritic joints have proved to restore viscoelasticity, augment joint ﬂuid
ﬂow, normalize endogenous hyaluronan synthesis, and provide joint function [109,112]. Some other
studies [198] have demonstrated that hyaluronic acid is favorable for cell response, by maintaining
chondrogenic phenotype and increasing collagen type II production and angiogenesis during in vivo
assays. Another example of an excellent natural polymer is chitosan. Chitosan can easily form
polyelectrolyte complexes with hyaluronan and chondroitin sulfate [112,209]. Hu X. et al. [198] tried
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to mimic the natural cartilage extracellular matrix by synthesizing a biological hydrogel made of
hyaluronic acid, chondroitin sulfate modiﬁed with 11-azido-3,6,9-tri-oxaundeca-1-amin and gelatin
modiﬁed with propiolic acid, via click chemistry. Even though the molecular modiﬁcations made
to the biopolymers let biological hydrogels have good response (making chondrocytes adhere and
proliferate on them during in vitro assays), degradation process was too fast. They showed a loss of
45% w in 4 weeks, and a release of 20% w of gelatin and 10% w of chondroitin sulfate during the ﬁrst
two weeks, leading to macroscopic shrinkage of hydrogels.
Furthermore, when combining both naturally-derived and synthetically-derived polymers,
adequate degradation kinetics and biological response can be achieved. Park H. et al. [129] created,
by photocrosslinking, injectable hydrogels consisting of methacrylated glycol chitosan (MeGC)
and hyaluronic acid. The photopolymerized hydrogels were cytocompatible. The incorporation
of hyaluronic acid increased cell proliferation while encapsulated chondrocytes improved the
cartilaginous extracellular matrix production. Following the same guideline, based on fabricating
a hybrid scaffold containing both biological and synthetic components, B.R. Mintz et al. [209]
studied a hybrid scaffold, made of a hyaluronic acid-based hydrogel combined with a porous
poly(ε-caprolactone) material. They tried to understand better the interface and the potential for
integration between tissue engineered cartilage scaffolds and surrounding native tissue. They noticed
that precursors provide a microenvironment which supports chondrocyte inﬁltration and proliferation,
while maintaining seeded phenotype and structural integrity over a 6-week culture period.
4. Future Trends: From Combination of Materials to Hybrid Hydrogels
Identiﬁed problems hindering the application of hydrogels in cartilage regeneration, as
described along this paper, include: mechanical properties [210] and mechanical instability [209,211];
dedifferentiation of chondrocytes [163]; toxicity of some of the used crosslinking agents [180]; poor
control of gelation kinetics [188,189]; unsuitable degradation kinetics [190–194]. Figure 7 illustrates the
combining requirements needed to create materials with biomimetic features.
Mechanical instability inhibits the integration of hydrogels with the surrounding native
cartilage tissue when they are implanted [209,211]. In order to synthesize mechanically stable
hydrogels and improve their mechanical properties, several options have been proposed. One
of the most promising options relays on the principle that materials combination must show the
ability to support matrix formation [210], as demonstrated by Boere K.W.M et al. [80]. In this
research, it was determined that, when grafting two materials covalently (a 3-D-fabricated poly
(hidroxymethylglycolide–co–ε–caprolactone)/poly(ε-caprolactone) thermoplastic polymer scaffold,
functionalized with methacrylate groups and covalently linked to a chondrocyte-laden gelatin
methacrylamide hydrogel), the binding strength between the materials improved signiﬁcantly,
resulting in the enhanced mechanical integrity of the reinforced hydrogel. Embedded chondrocytes
in hydrogel scaffolds also showed signiﬁcant cartilage-speciﬁc matrix deposition, both in vitro and
in vivo assays.
Another promising option to enhance mechanical stability is by regenerating cartilage and bone
tissue simultaneously using a two-phased scaffold, since ceramic-to-bone interface has a better and
faster integration compared to hydrogel-to-cartilage interface [80]. Additionally it has been observed
that bone integration is much faster than cartilage integration, occurring during 2 and 24 weeks after
transplantation, respectively.

56

Polymers 2017, 9, 671

Figure 7. Correlation between current cell-based scaffolds used for cartilage regeneration. Original
illustration designed and provided by the authors.

It is possible to have a stable ﬁxation of a cartilage scaffold by exploring a ﬁxation technique with
the subchondral bone [206]. One way to accomplish this stable ﬁxation is fabricating an osteochondral
scaffold which facilitates ﬁxation and integration with the surrounding cartilage tissue, accelerating
the repair of defected articular cartilage when implanted. The general idea is that bone scaffolds
act as anchors, providing mechanical stability for cartilage tissue regeneration, besides, the join
between the bone component and the cartilage component should be strong enough to prevent
dislocation or delamination on in vivo environment. In order to follow the theory mentioned above,
Seol Y.-J. et al. [206] reinforced osteochondral scaffolds by developing combined scaffolds, made of
hydrogel scaffolds anchoring to cartilage tissue and ceramic scaffolds anchoring to bone tissue. For
in vivo assay, the combined scaffolds were press-ﬁtted into osteochondral tissue defects, in rabbit
knee joints. Hydrogel scaffolds and combined scaffolds were compared. After 12 weeks, in vivo
experiments demonstrated that regeneration of osteochondral tissue, especially articular cartilage
tissue regeneration, was better with combined scaffolds than with hydrogel scaffolds. Hydrogel
scaffolds could not keep their initial position, suggesting that ceramic scaffolds in combined scaffolds
provided mechanical stability for hydrogel scaffolds. Moreover, G. Camci-Unal et al. [202] realized
that combined hydrogels can be biologically and physically tuned to yield within a range of different
cell responses and, according to these responses, combined hydrogels may show potential therapeutic
possibilities to treat either chondral or osteochondral lesions.

57

Polymers 2017, 9, 671

Following this trend, Yang S.S. et al. [138] developed a 3D plotting system to manufacture a
biphasic graft which consists of cartilage and subchondral bone for application to osteochondral
defects. A combined material (PLGH/alginate) was fabricated as supporting structure to induce
a mature osteochondral graft. Cartilage-derived ECM or hydroxyapatite substances were blended
with alginate and plotted together with human fetal cartilage-derived progenitor cells, either in the
cartilage layer or in the subchondral bone one. The plotted biphasic osteochondral graft showed
good integration between layers because no structural separation was observed, while there was
dominant cartilage and bone tissue formation during differentiation assay. One of the limitations
of using the osteochondral approach in combination with bone marrow derived MSCs is their
terminal differentiation, as they seem to follow an endochondral ossiﬁcation which can arrest
differentiation at a stable cartilage hyaline-like phenotype during the chondrogenic process. For
this reason, a chondrogenic stimulator, such as the recently described kartogenin which regulates
Runx1 expression [212], has to be incorporated with a known inducer of chondrogenic differentiation
and a suppressor of hypertrophy.
Another alternative to fulﬁll the inadequate mechanical strength of hydrogel is constructing
a solid-supported thermogel, comprising hydrogel systems or demineralized bone matrix.
Huang H. et al. [213] combined chitosan thermogel with demineralized bone matrix to produce
solid-supported hydrogel scaffolds. This type of scaffolds provided sufﬁcient strength for cartilage
regeneration. They retained homogeneously more bone-derived mesenchymal stem cells (BMSCs) and
they proved to have superior matrix production and chondrogenic differentiation in comparison with
pure hydrogels and demineralized matrix by their own.
Using ﬁbers of different natural materials to reinforce hydrogels is another way to offer mechanical
strength to hybrid scaffolds [205,211]. Mechanical characteristics can be improved or modiﬁed
using different strategies: (1) varying the number of ﬁber layers in the laminate; (2) combining
different kinds of ﬁbers and nanoﬁber sheets; (3) modifying crosslinking degree of hydrogels
and ﬁbers; (4) changing ﬁbers content and surface treatment; (5) shifting ﬁber orientation. Fibers
anisotropy is an excellent property to reach strong mechanical reinforcement at low charge levels. For
example, Buchtová N. et al. [214] developed an injectable hydrogel based on a silanized cellulose
derivative: hydroxypropyl methylcellulose interlinked with silica ﬁbers. They proved that the
compressive modulus of the hydrogel could be tunable, depending on the covalent bonding between
biopolymer and silica ﬁbers. In other approaches, the incorporation of bioactive species, such as cells,
growth factors, peptides and proteins into the materials, is proposed to improve hydrogel scaffolds
properties [73,215].
It can be deduced, from the reviewed studies, that combination of components yield up reinforced
mechanical properties. However, to overcome the other requirements mentioned above, something
different has to be done from the already investigated methods to fabricate materials. In authors’
opinion, there is a barely explored alternative in material science: studying the potential of hybrid
hydrogels based on natural polymers and inorganic components. Hybrids are considered to be
materials formed by two components bonded at a molecular level. Commonly one of these components
is organic and the other one is inorganic. The new hybrid materials (Figure 8) may show superior
characteristics in comparison with the two component phases. This possibility may offer a great
potential to design new materials with the complex properties required for cartilage regeneration.
Since degradation rate and mechanical properties can be ﬁne-tuned through chemical and/or
physical modiﬁcations on either naturally or synthetically derived scaffolds, an excellent opportunity
is given to hybrids to emerge as a promising solution for cartilage regeneration. When ﬁne-tuned,
hybrids can acquire amorphous, semicrystalline, hydrogen-bonded or supramolecular physical
structures [109,210].
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Figure 8. Advantages of hybrid gels. From soft mineralized hydrogels to hard compact xerogels.
Original illustration designed and provided by the authors.

Hydrogels made from purely organic precursors are being used as viable materials for cartilage
repair due to their ability to retain grate portions of water, swollen, distend and exhibit large changes
of dimensions (volume changes of several- to 10-fold are common) [216,217]. These characteristics
provide hydrogels with a low interfacial tension with water and other ﬂuids, allowing them to
reduce mechanical friction between tissues during implantation. The hydrophilic characteristics of
hydrogels are caused by the presence of special hydrophilic molecules (–OH, –CONH, –CONH2 , and
–SO3 H) found in the polymeric components. These molecules give hydrogels different absorption
potential [216] and the ability to respond to a range of different stimuli, including temperature, pH,
salt, speciﬁc (bio)chemical signals, and electric ﬁelds [217]. Nevertheless, hydrogels, based on a certain
type of precursors, undergo uniform volumetric expansion and contraction, in response to several
stimuli; therefore, the great added value of hybrid hydrogels is combining their precursors potential
and restrictions. For example, to determine their degradation kinetics and enhanced biological and
mechanical properties, it is possible to use: stiffer components like silica-based materials, which restrict
swelling in hydrogels in certain positions or directions; or natural polysaccharide-based polymers
hybridized with inorganic materials (hydroxyapatite, SiO2 , or demineralized bone matrix), which
restrict the number and type of hydrophilic molecules.
A further step may be the integration of nanotubes with different chemical composition into
hybrid scaffolds which may provide them with bioactive and mechanical properties. This is the case of
three-dimensional porous collagen sponges where single-walled carbon nanotubes are incorporated
into [218]. The incorporation of single-walled carbon nanotubes improved cell proliferation and
GAGs production in the in vivo microenvironment, because nanotubes were internalized by cells, with
beneﬁt for controlled and localized delivery of biological factors. Another study is the design of a
biomimetic nanostructured composite cartilage scaffold, via biologically-inspired rosette nanotubes
(RNTs) and biocompatible non-woven poly (L-lactic acid) (PLLA) [219]. It was concluded that, RNTs
have a similar morphology with native collagen ﬁbers when self-assembled in aqueous conditions, and
besides they increase glycosaminoglycan, collagen and protein production; their nanotopography and
59

Polymers 2017, 9, 671

surface chemistry enhance chondrogenic differentiation. Another study tested the biocompatibility
of 3D artiﬁcial hexagonal-pore shaped hybrid organic-inorganic microstructured scaffolds in a rabbit
model [220].
The association of silica and polysaccharides within composites or hybrids has demonstrated
therapeutic beneﬁts in a wide range of bio-inspired silica-collagen materials [221]. Although this
kind of materials has been prepared over nearly 15 years, their application in cartilage regeneration
treatments has not been exploited. The great value of hybrid materials (Figure 7) is that it can be
synthesized a large variety of structures and properties, from soft mineralized hydrogels to hard
compact xerogel, depending on the soft (cartilage) or hard (osteochondral) tissue wanted to be repaired
or regenerated. Moreover, to fully comprehend these potential materials and to raise their value for
the development of innovative biomedical devices for cartilage regeneration, it is important studying
the interplay between the organic-inorganic precursors, which is to follow carefully the polymer
self-assembly process and the inorganic condensation mechanisms. Therefore, biological, mechanical
and degradation properties can be modulated, guaranteeing bioactivity, cytocompatibility, and an
eventual biocompatibility.
5. Concluding Remarks
Currently, there are no clinical satisfactory solutions for cartilage tissue regeneration. From this
problem, it raises the need for developing new types of materials and designing more suitable scaffolds
which can be used for cartilage regeneration. Investigations based on cell-free hydrogel scaffolds have
focused on the optimization of physical-chemical and mechanical properties of matrices. Whereas,
cell-seeded hydrogel scaffold studies focus on whether or not they provide an appropriate biochemical
and biomechanical environment for regenerating a long-lasting hyaline-type cartilage. Since many
materials neither exhibit a low friction coefﬁcient nor withstand several loading cycles, many
combinations of polysaccharides and synthetic hydrogels have been assayed to obtain load-bearing
and tribological properties similar to native cartilage tissue ones. However, some unsolved problems
hinder the application of these materials to the clinic: (1) toxicity of some crosslinking agents; (2) lack
of mechanical integrity; (3) poor control of gelation kinetics; (4) unsuitable degradation kinetics.
Among the most promising options, to synthesize mechanically stable hydrogels which support
matrix formation, there is the combination of materials to regenerate cartilage and bone tissue
simultaneously, using a two/several-phased scaffold. These combinations can be biologically and
physically tuned to yield, within a range of different cell responses and according to these responses,
combined hydrogels which may show potential therapeutic possibilities to treat either chondral or
osteochondral lesions. Osteochondral treatment introduces a new problem and requires the use
of a chondrogenic stimulator, such as the recently described kartogenin, to induce chondrogenic
differentiation and suppress hypertrophy. From materials science perspective, hybrid hydrogels
based on natural polymers and inorganic components may offer a ﬁne tuning of mechanical and
biological response, required to reproduce the complexity of the cartilage tissue environment. Silica,
hydroxyapatite or demineralized bone matrix/polysaccharide-based hybrids restrict swelling in
hydrogels in certain positions or directions by reducing the number and the type of hydrophilic
molecules. The association of silica and polysaccharides within composites or hybrids has
demonstrated therapeutic beneﬁts in a wide range of bio-inspired silica-collagen materials. To fully
comprehend these potential materials and to raise their value for the development of innovative
biomedical devices for cartilage regeneration, it is important studying the interplay between the
organic-inorganic precursors, which is to follow carefully the polymer self-assembly process and the
inorganic condensation mechanisms. Therefore, biological, mechanical and degradation properties can
be modulated, bioactivity and cytocompatibility guaranteed and biocompatibility eventually achieved.
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Abstract: This study aims to prepare biphasic osteochondral scaffolds based on seamless joining of
sintered polymer and polymer/ceramic microspheres for co-culture of chondrocytes and bone marrow
stem cells (BMSCs). Poly(lactide-co-glycolide) (PLGA) microspheres and 10% nanohydroxyapatite
(nHAP)-incorporated PLGA (PGA/nHAP) microspheres were prepared through the oil-in-water
precipitation method. Virgin (V) and composite (C) scaffolds were prepared from 250–500 μm PLGA
and PLGA/nHAP microspheres, respectively, while osteochondral (OC) scaffolds were fabricated
through the combination of V and C scaffolds. Physico-chemical properties of scaffolds were
characterized through microscopic-spectroscopic evaluations. The effect of nHAP in scaffolds
was investigated through thermogravimetric analysis and mechanical testing, while surface
hydrophobicity was tested through contact angle measurements. Rabbit chondrocytes and BMSCs
were used for cell culture, and cell morphology and proliferation were determined from SEM and
DNA assays. Alizarin red and Alcian blue stains were used to identify the in vitro bone and cartilage
tissue-speciﬁc regeneration, while cetylpyridinium chloride was used to quantitatively estimate
calcium in mineralized bone. For co-culture in OC scaffolds, BMSCs were ﬁrst seeded in the bone
part of the scaffold and cultured in osteogenic medium, followed by seeding chondrocytes in the
cartilage part, and cultured in chondrocyte medium. High cell viability was conﬁrmed from the
Live/Dead assays. Actin cytoskeleton organization obtained by DAPI-phalloidin staining revealed
proper organization of chondrocytes and BMSCs in OC scaffolds. Immunoﬂuorescent staining of
bone (type I collagen and osteocalcin (OCN)) and cartilage marker proteins (type II collagen (COL II))
conﬁrmed cellular behavior of osteoblasts and chondrocytes in vitro. Using an ectopic osteochondral
defect model by subcutaneous implantation of co-cultured OC scaffolds in nude mice conﬁrmed
cell proliferation and tissue development from gross view and SEM observation. IF staining of
OCN and COL II in the bone and cartilage parts of OC scaffolds and tissue-speciﬁc histological
analysis exhibited a time-dependent tissue re-modeling and conﬁrmed the potential application of
the biphasic scaffold in osteochondral tissue engineering.
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1. Introduction
Osteochondral defects are major tissue defects caused by traumatic injury or disease, due to the
damage of both articular cartilage and underlying subchondral bone [1]. Osteochondral grafting,
prosthetic joint replacement, and chondroplasty are the available methods for osteochondral repair.
However, donor site morbidity, abrasion, surface loosening of implants, and risk of infection put
osteochondral tissue engineering as a high demand task [2]. In osteochondral tissue engineering,
it provides a favorable alternative therapy to engineer a scaffold with the same structural and
mechanical properties as a native cartilage–bone plug [3–5]. A suitably designed scaffold architecture is
important for the individual formation of bone [6–8], cartilage [9–11] or both, in osteochondral defects,
with the combinatory approach being of greatest interest owing to the difﬁculty in achieving the
goal [12,13]. The fabrication of such biphasic scaffolds, which can control the formation of a composite
bone and cartilage architecture, remains a signiﬁcant challenge.
Osteochondral defect repair or regeneration requires three components; bone, cartilage,
and bone–cartilage interface. Though several studies have undertaken for the better understanding
of bone and cartilage tissue engineering over the years, still, osteochondral tissue repair is unlike
these two separate areas. The true challenge in osteochondral tissue repair lies in the effectiveness
of osteochondral interface formation, its mechanical strength, structure, and biology. Considering
the structure–morphology relations, a bi-phasic or bi-layer scaffold design is more appropriate for
facing such challenges. Each layer of the scaffold should be engineered to exhibit tissue-speciﬁc
biophysical conditions and environments suitable to support the regeneration of two tissue types:
articular cartilage and subchondral bone. Only few reports are available related to integration of
bi-layered scaffolds for osteochondral tissue engineering using natural or synthetic polymers [14–18].
Bi-layered scaffolds can be made in two ways: separately engineering the bone and cartilage tissues
and combining them together or engineering both tissue types in an integrated scaffold. Compared to
the former one, integrated bi-layered scaffolds provide a gradual transition of bone and the cartilage
within a single scaffold, thus avoiding the procedure to joint both parts before implantation. Various
methods have been reported for the fabrication of osteochondral scaffolds in which a three-dimensional
(3D) printing/salt leaching technique for the production of cartilage and bone regions using
poly(lactic-co-glycolic acid)/poly(lactic acid) (PLGA/PLA) and PLGA/tricalcium phosphate was
reported [19]. A two-stage crosslinking procedure composing oligo(poly(ethylene glycol) fumarate)
(OPF) and OPF/gelatin microparticles in an integrated bi-layered scaffold was reported [20]. Chen et al.
reported the development of a bi-layered scaffold through a combined solvent casting, salt leaching,
and freeze drying method for making bi-layered scaffolds of collagen and PLGA/collagen for cartilage
and bone layers, respectively [21]. However, most of the reports do not meet the requirements, such as
mechanical strength, porosity, moldability, and pore interconnectivity [22], which are essential in
developing the best osteochondral scaffold for tissue engineering.
Numerous biomaterials such as proteins or carbohydrate-based polymers, including collagen,
hyaluronan, and chitosan, and synthetic materials such as bioactive ceramics and synthetic polymers
are being investigated for interface tissue engineering [23–26]. Though natural materials are
superior in their biological interaction with host tissues, their relative mechanical inferiority and
instability compared with native cartilage makes them inappropriate for clinical applications. At the
same time, having relatively low biocompatibility with natural materials, synthetic materials have
high controllability in their chemical, mechanical, and structural properties and thereby could
satisfy the increasing clinical demand. Considering their excellent osteoconductive/osteoinductive
capabilities [17,27,28], synthetic bioactive ceramics such as nanohydroxyapatite (nHAP), tricalcium

75

Polymers 2016, 8, 429

phosphate, silicate bioactive glass, etc. could be used in the bone part of the bi-layered scaffold for
osteochondral tissue engineering.
The cell type used for osteochondral repair has a great inﬂuence on its overall outcome.
A controlled environment is required to prevent cell differentiation into another phenotype. That is,
to prevent chondrocytes from differentiating into ﬁbroblasts or to arrest stem cell differentiation at
the chondrocyte stage without further proceeding to ossiﬁcation [29]. Similarly, cells in a bone
compartment should be able to maintain their own phenotype, without getting disturbed by
surroundings or related factors. Hence, incorporation of growth factors was put forward, to enhance
the cell performance in vivo. The function of growth factors is to establish an inducing environment
for cells to differentiate into a speciﬁc phenotype. Either single growth factor or a combination of
growth factors was used in osteochondral tissue development. Various reports are available on the use
of single or multiple growth factors in osteochondral regeneration [30–32]. However, growth factors
have not been validated. Besides, due to the inability to control the release of growth factors precisely
to designated parts in osteochondral scaffolds, both cell types will experience inductive effects from
both growth factors and will eventually regenerate a single cell phenotype. It should be noted that
incorporating growth factors or platelet-rich plasma (PRP) in the osteochondral scaffold could support
angiogenesis/vascularization [33].
In this work, we are approaching with a microsphere-based PLGA-nHAP/PLGA integrated
scaffold with hierarchically designed PLGA/nHAP microspheres in the bone part while with PLGA
microspheres in the cartilage part. The osteo-conductive nHAP was incorporated in situ to achieve
uniform distribution within the bone part of the scaffold to induce differentiation. We postulate that
since nHAP could induce osteogenic differentiation of bone marrow stem cells (BMSCs) that are in
direct physical contact with the bone part of the scaffold, a stem cell-based approach could be used here
to ﬁrst create the bone part of an osteochondral zone. Pre-differentiation of BMSCs to the osteogenic
lineage was achieved through the combined effect of osteo-conductive PLGA/nHAP in osteogenic
medium (OM) for successful creation of the new bone tissue. Subsequently, chondrocytes were seeded
in the cartilage part, maintained in the chondrocyte medium and evaluated for osteochondral tissue
regeneration in vitro and in vivo.
2. Materials and Methods
2.1. Materials
PLGA with a lactide-to-glycolide ratio of 85:15 (intrinsic viscosity 0.96 dL/g) was purchased
from Green Chemical Inc., Taipei, Taiwan, while calcium hydrogen phosphate (Ca2 HPO4 ·2H2 O) was
purchased from Showa Co., Gyoda, Japan. Calcium carbonate (CaCO3 ), sodium hydroxide (NaOH),
cetylpyridinium chloride and poly(vinyl alcohol) were obtained from Sigma-Aldrich (St. Louis,
MO, USA). Dichloromethane (CH2 Cl2 ) was procured from Alfa Aesar, Ward Hill, MA, USA, while
Dulbecco’s Modiﬁed Eagle’s Medium (DMEM) and fetal bovine serum (FBS) were purchased from
Invitrogen (Carlsbad, CA, USA) and Thermo Fisher Scientiﬁc (Waltham, MA, USA), respectively.
Dulbecco’s Modiﬁed Eagle’s Medium/Nutrient Mixture F-12 (DMEM/F-12) was purchased from
Sigma-Aldrich (St. Louis, MO, USA). All chemicals were used as received without further puriﬁcation.
2.2. Preparation of Nanohydroxyapatite (nHAP)
The chemical precipitation method using Ca2 HPO4 ·2H2 O and CaCO3 was used to prepare nHAP
particles, as reported in our previous studies [34]. Brieﬂy, 0.86 g of CaHPO4 ·2H2 O and 0.335 g of
CaCO3 were gently mixed in 2.5 M NaOH solution at 75 ◦ C for 1 h, followed by termination of the
reaction by keeping the mixture in an ice bath. The resultant solution was centrifuged, multiple washed
with double distilled water, and dried at 70 ◦ C for 24 h to obtain nHAP.
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2.3. Preparation of PLGA and PLGA/nHAP Microspheres
Both PLGA and PLGA/nHAP microspheres were prepared by the oil-in-water emulsion/solvent
evaporation method, as reported by Yang et al. [35]. For PLGA microspheres, 4.2 g PLGA was
dissolved in 30 mL dichloromethane to get 14% PLGA solution, followed by slowly pouring into
1.6 L polyvinyl alcohol (PVA) solution (0.5%) and stirred overnight at 360 rpm. For PLGA/nHAP
microspheres with 15% of nHAP, 4.2 g PLGA was mixed in 30 mL dichloromethane with 630 mg
nHAP and allowed to undergo microsphere formation through overnight stirring in 0.5% PVA solution.
Formed microspheres were washed with distilled water, dried under vacuum, and sorted using
metallic sieves (Figure 1, step 1).

Figure 1. Schematic representation of preparation of PLGA and PLGA/nHAP (Poly(lactide-co-glycolide)/
nanohydroxyapatite) microspheres by the oil-in-water emulsion/solvent evaporation method (Step 1)
and the corresponding light microscopic (A) and SEM images (B) of microspheres in the range of
250–500 μm. Step 2 represents the sintering of microspheres to make virgin (V), composite (C) and
osteochondral (OC) scaffolds of various shapes with the gross views shown in (C). Red arrows in
(C) point out the interface regions in the curve-edged rectangular, disc, and cylindrical-shaped OC
scaffolds with distinguishable separating zones for cartilage and bone parts, respectively.

2.4. Fabrication of Scaffolds
Selected microspheres with size ranging from 250 to 500 μm were sintered in a pre-designed
stainless steel mold at 85 ◦ C for 90 min to produce three types of scaffolds: virgin (V) scaffolds using
PLGA microspheres, composite (C) scaffolds using PLGA/nHAP microspheres, and osteochondral
(OC) scaffolds with hierarchically juxtapositioned V and C scaffolds in a single biphasic scaffold
using PLGA and PLGA/nHAP microspheres. The scaffolds could be made into various shapes
such as cylinders (4 mm diameter × 4 mm height), discs (6 mm diameter × 2 mm height),
and curve-edged rectangles (18 mm length × 4 mm width × 2 mm height) (Figure 1, Step 2) to
be used in various experiments.
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2.5. Characterization of Scaffolds
The size and morphology of the prepared nHAP was determined using a transmission electron
microscope (TEM) (JEM-2000EXII, JEOL, Tokyo, Japan) at 75 kV, whereas the crystallographic phases of
nHAP were examined through an X-ray diffractometer (XRD) (D5005, Siemens AG, Munich, Germany)
with a CuKa source (wavelength = 1.54056 Å), a goniometric plate, and a quartz monochromater
having a scanning speed of 2◦ /min from 20◦ to 60◦ . A Horiba FT-730 spectrometer (Horiba Ltd., Kyoto,
Japan) was used to record the Fourier transformed infrared spectroscopy (FTIR) spectrum of nHAP at
a wavenumber range of 400–4000 cm−1 with a resolution of 2 cm−1 . The shape, size, and morphology
of the microspheres and sintered scaffolds were observed through an inverted microscope (IX-71,
Olympus Co., Tokyo, Japan) and a scanning electron microscope (SEM) (S-3000N, Hitachi Ltd., Tokyo,
Japan) at 15 kV. The FTIR spectra of the V scaffold was compared with nHAP and the OC scaffold using
a Horiba FT-730 spectrometer. Further conﬁrmation on the incorporation of nHAP in OC scaffolds was
determined through XRD analysis in comparison with V scaffolds and nHAP. In addition, presence of
nHAP in C and OC scaffolds was tested through elemental analysis by an energy dispersive X-ray
(EDX) analyzer (EX-250, Horiba Ltd., Kyoto, Japan).
Thermal characteristics of V and C scaffolds as well as the quantitative estimation of nHAP
in C scaffolds were measured through thermogravimetric analysis (TGA) using TGA 2050 from TA
instruments (New Castle, DE, USA). The samples were heated at a controlled rate of 10 ◦ C/min
from 25 to 700 ◦ C and the resultant decomposition curve was plotted as residual weight (%) vs.
temperature (◦ C).
Mechanical stability of the prepared V, C, and OC scaffolds was tested using an ElectroForce®
5200 BioDynamic® Test Instrument from Bose (Eden Prairie, MN, USA) equipped with a 250 N load
cell. All samples were prepared in cylindrical shapes with diameter and height 5 mm each. A cross
head speed of 5 mm/min was applied and the result was plotted as stress (MPa) vs. strain (%).
Surface characteristics of the V, C, and OC scaffolds were analyzed using a sessile drop contact
angle goniometer (FTA125, First Ten Ångstroms, Portsmouth, VA, USA). Disc-shaped scaffolds with
1 cm diameter and 2 mm thickness were ﬁxed on the sample holder. The wettability of the scaffold
was evaluated by gently dripping a double-distilled water droplet on the surface. Respective images
were recorded 2 s and 30 s and the contact angle was calculated by ﬁtting a mathematical expression
to the shape of the liquid drop and then calculating the slope of the tangent to the liquid drop at the
liquid–solid–vapor interface line.
2.6. In Vitro Cell Culture Studies
2.6.1. Cell Isolation and Expansion
Bone marrow stem cells (BMSCs) were isolated from New Zealand white rabbits following the
procedures described previously [36]. 5 × 105 BMSCs were re-suspended in 10 mL cell culture medium
(DMEM medium containing 10% FBS and 1% penicillin-streptomycin) in a T75 culture ﬂask and
maintained at 37 ◦ C in 5% CO2 atmosphere. The medium was changed every 2 days until reaching
80%–90% conﬂuence. The supernatant medium was removed along with residual impurities followed
by triplicate washing with phosphate-buffered saline (PBS). The adhered cells were detached using
0.05% trypsin–EDTA solution and transferred to a centrifuge tube. The tube was centrifuged for 5 min
at 1000× g and 4 ◦ C and the cell pellet was collected by removing the supernatant. The collected cell
pellet was re-suspended in 10 mL cell culture medium and split into four T75 ﬂasks. Cells at passage
3–4 were used for further studies. Chondrocytes were harvested from the knee articular cartilage
of New Zealand white rabbits, as reported earlier [37]. The cells were sub-cultured in chondrocyte
medium (DMEM/F12 supplemented with 10% FBS and 1% antibiotic/antimycotic) and passage two
was selected for cell seeding.
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2.6.2. Cell Attachment and Morphology
Biocompatibility of the scaffolds was ﬁrst tested through cell attachment using BMSCs. Cells were
cultured on cylindrical shaped V, C, and OC scaffolds up to 28 days. Scaffolds sterilized by UV light
were taken in a 24-well culture plate and pre-wet with DMEM followed by culturing with BMSCs
in cell culture medium at a seeding density of 3 × 104 cells/scaffold. Cells were seeded to scaffolds
in both vertical and horizontal positions and cultured in 5% CO2 environment at 37 ◦ C with regular
replacement of fresh medium every two days. Morphology of the cells on the scaffold surface and
interior was analyzed using a SEM (S-3000N, Hitachi Ltd., Tokyo, Japan).
2.6.3. Mono-Culture with BMSCs and Chondrocytes
Qualitative assessment on the viability of adhered BMSCs and chondrocytes in C and V
scaffolds were evaluated through a Live/Dead viability/cytotoxicity assay kit (Molecular Probes,
Eugene, OR, USA). BMSCs were seeded in pre-wet cylindrical C scaffolds at a seeding density
of 3 × 104 cells/scaffold, whereas chondrocytes were seeded in V scaffolds at the same seeding
density and cultured up to 28 days. C scaffolds were cultured in osteogenic medium (OM) (DMEM
with 50 μM L-ascorbic acid phosphate, 0.1 μM dexamethasone, 10 mM glycerol 2-phosphate,
1% antibiotic-antimycotic, and 10% FBS), whereas V scaffolds were cultured in chondrocyte medium
(DMEM/F12 supplemented with 10% FBS and 1% antibiotic-antimycotic). The culture medium was
replaced with fresh medium every 2 days and washed with PBS prior to staining. The Live/Dead
staining solution was prepared by mixing 2 μM calcein AM (excitation 494 nm and emission 517 nm
for live cells) with 5 μM of ethidium homodimer-1 (EthD-1) (excitation 528 nm and emission 617 nm
for dead cells) in culture medium. Samples were incubated with the staining solution at 37 ◦ C for
30 min and imaged under a Zeiss LSM 510 Meta confocal laser scanning microscope (Carl Zeiss AG,
Jena, Germany).
2.6.4. Cell Proliferation
Cylindrical-shaped V, C, and OC scaffolds were sterilized by UV light for 4 h and placed in
a 24-well culture plate. All scaffolds were pre-wet with DMEM followed by seeding with BMSCs at
a density of 1 × 104 cells/scaffold and the cells were allowed to adhere at 37 ◦ C for 4 h. After the
incubation period, the scaffolds were transferred to a new culture plate containing 1 mL OM and
placed in a 37 ◦ C humidiﬁed 5% CO2 incubator. The cell number was determined by DNA assay using
Hoechst 33258 [38].
2.6.5. Co-Culture with BMSCs and Chondrocytes
Cylindrical-shaped OC scaffolds with nHAP-containing bone part were designed to be cultured
with BMSCs followed by culturing chondrocytes in the cartilage part. Brieﬂy, the bone part of OC
scaffolds was rinsed in OM followed by seeding with BMSCs (2 × 104 cells/scaffold), and maintained
in OM for 7, 14, and 21 days. At each time period, the OM was removed and the cartilage part of the
OC scaffold was seeded with chondrocytes (1 × 104 cells/scaffold) and maintained for another 7, 14,
and 21 days in chondrocyte medium. Thus, the OC scaffold was immersed in OM and chondrocyte
medium respectively before and after chondrocyte seeding in the cartilage part. The respective
morphology of BMSCs and chondrocytes in the bone and cartilage parts of OC scaffolds were
monitored through SEM. Morphology of BMSCs in the bone part of OC scaffolds after each co-culture
time point was further evaluated through SEM observation to verify the cell behavior in bone part
with additional culture in chondrocyte medium.
2.6.6. Alizarin Red and Alcian Blue Staining
The effect of various stimulating factors in tissue-speciﬁc cell differentiation was analyzed
through Alizarin red (AR) staining of the bone part and Alcian blue (AB) staining of the cartilage
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part. AR staining was done for both mono- and co-cultured samples, while AB staining was
performed only for co-culture. In mono-culture, disc-shaped scaffolds (V, C, and OC) were seeded
with BMSCs (1 × 104 cells/scaffold) and cultured in normal medium (NM, DMEM with 10% FBS and
1% antibiotic-antimycotic) and OM. Acellular scaffolds were considered as controls for comparative
evaluation towards bone formation. After 14 days culture in both NM and OM, samples were rinsed
thrice with PBS and ﬁxed with glutaraldehyde solution (2.5%) for 2 h. 0.5 g Alizarin red S (ARS) was
dissolved in 25 mL deionized water adjusted to pH 4.1~4.3 with ammonium hydroxide to get the AR
staining solution and each scaffold was immersed in 1 mL of the same, followed by incubation for
1 h at room temperature. Excess dye was washed off after incubation using deionized water, and the
presence of mineral deposition was qualitatively evaluated by observing intensity of the red color
on the scaffold surface. In co-culture, OC scaffolds were seeded with 1 × 104 BMSCs in the bone
part and cultured for 14 days (OM), followed by co-culturing with chondrocytes (1 × 104 cells) in the
cartilage part (chondrocyte medium) for 7 and 14 days. Scaffolds were separately analyzed through
AR and AB staining by immersing the whole scaffold in 1 mL staining solution, as mentioned before.
After incubation and washing, the intensity of the red and blue color on the bone and cartilage part
was analyzed from photographs.
2.6.7. Calcium Quantiﬁcation
Calcium quantiﬁcation from mineralization was measured through cetylpyridinium chloride
(CPC) treatment. Scaffolds utilized for qualitative measurement of AR staining were washed with
distilled deionized water and treated with 1 mL of 10% CPC solution for 1 h to chelate calcium ions.
Both mono- and co-cultured samples were analyzed and the absorbance of the solution was read at
540 nm in an ELISA reader (OD540 ) (Synergy HTX, BioTek, Winooski, VT, USA) and normalized with
cell number.
2.6.8. Viability and Cytoskeletal Expression of Cells in Co-Culture
Viability of co-cultured BMSCs and chondrocytes in the bone and cartilage part of OC scaffolds
were observed through confocal laser scanning microscope. Cell viability was tested through
a Live/Dead viability/cytotoxicity assay kit. OC scaffolds pre-wet with DMEM was seeded with
BMSCs at a seeding density of 2 × 104 cells in the bone part and maintained in OM in a 24-well plate
for two different time durations, viz: 14 and 21. Further, chondrocytes were seeded in the cartilage
part (1 × 104 cells) and maintained in chondrocyte medium for 7, 14, and 21 days. The scaffolds
were washed with PBS, stained with the Live/Dead staining solution, and imaged for both bone and
cartilage parts (excitation/emission 494/517 nm for live cells and 528/617 nm for dead cells) under
a Zeiss LSM 510 Meta confocal laser scanning microscope. Cytoskeletal expression of BMSCs and
chondrocytes in OC scaffolds were evaluated using phalloidin–tetramethylrhodamine B isothiocyanate
(phalloidin–TRITC) (Sigma-Aldrich, St. Louis, MO, USA). The experimental design and time points for
analysis were similar to Live/Dead staining. For cytoskeleton staining, cell-seeded OC scaffolds
were treated with 4% formaldehyde in PBS for 20 min, followed by dehydration with ethanol
and permeabilization with 0.1% Triton X-100 for 5 min. Cytoskeleton was stained with 50 μg/mL
phalloidin–TRITC solution for 30 min at room temperature and then washed with PBS to remove
unreacted phalloidin conjugates. Nuclear staining was done with (4 ,6-diamidino-2-phenylindole)
(DAPI) (KPL, Gaithersburg, MD, USA). Fluorescent images were recorded under a LSM 510 Meta
confocal laser scanning microscope at an excitation/emission wavelength of 540/570 nm for phalloidin
and 360/460 nm for DAPI.
2.6.9. Immunoﬂuorescent Staining of COL I, OCN, and COL II
Immunoﬂuorescent staining was done for co-cultured OC scaffolds to observe and compare the
bone and cartilage-speciﬁc protein expression. Cylindrical OC scaffolds pre-wet with DMEM were
seeded with BMSCs at a seeding density of 2 × 104 cells in the bone part and maintained in OM
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for different culture durations from 7 to 28 days. Furthermore, OC scaffolds with 14-day-cultured
BMSCs (in bone part) were co-cultured with chondrocytes in cartilage part at a seeding density of
1 × 104 cells and maintained the whole scaffold in chondrocyte medium for another 21 days. Cells
in the scaffold were ﬁxed by immersing in 4% formaldehyde in PBS for 30 min followed by washing
with PBST (PBS with 0.1% Tween 20) for 3 times, 15 min each. Nonspeciﬁc labeling was blocked
by incubating with 1 mL of HyBlock 1-min Blocking Buffer® (Goal Bio, Taipei, Taiwan) followed by
washing with PBST. OC scaffolds were incubated in either type I collagen (COL I) primary antibody
(1:200 in PBS, mouse monoclonal anti-collagen I, Abcam, Cambridge, MA, USA) or osteocalcin (OCN)
primary antibody (1:200 in PBS, guinea pig polyclonal anti-osteocalcin, Cloud-Clone Co., Houston,
TX, USA) for 1 h to analyze the bone formation in the BMSCs-seeded part. Type II collagen (COL II)
primary antibody (1:200 in PBS, guinea pig polyclonal anti-collagen II, Cloud-Clone Co., USA) was
used to identify the cartilage-speciﬁc protein generation. Each sample was rinsed in PBS for 20 min
followed by incubating COL I-treated scaffolds in Cy3-conjugated goat anti-mouse IgG secondary
antibody (Jacksons Laboratories, Bar Harbor, ME, USA), OCN-treated scaffolds in FITC-conjugated
goat anti-guinea pig IgG secondary antibody (Jacksons Laboratories, USA), or COL II-treated scaffolds
in FITC-conjugated goat anti-guinea pig IgG secondary antibody (Jacksons Laboratories, USA)
for 1 h. Another PBST washing was given prior to the addition of DAPI for nuclear staining.
The immunoﬂuorescent-stained OC scaffolds were observed for COL I at day 7, 14, and 28, while OCN
formation was evaluated at day 14, 21, and 28. COL II formation was tested at day 14 and 21. Samples
were rinsed once more before imaging under a laser scanning confocal microscope.
2.7. In Vivo Animal Study
2.7.1. Animal Implantation
All animal procedures were approved by the Institutional Animal Care and Use Committee
of Chang Gung University (IACUC Approval No. CGU16-043). 6–8 weeks old female nude mice
weighing 20–30 g purchased from the National Laboratory Animal Center (Taipei, Taiwan) were used
for the in vivo implantation. Pre-sterilized disc-shaped OC scaffolds were rinsed with DMEM followed
by seeding with BMSCs at a seeding density of 2 × 104 cells in the bone part and maintained in OM
for 14 days in a 24-well plate with replacement of fresh medium every two days. OC scaffolds were
further seeded with chondrocytes in the cartilage part with a cell seeding density of 1 × 104 cells
and maintained in chondrocyte medium for another 4 h for cell attachment. Acellular cylindrical OC
scaffolds were used as control. Prior to surgery, all the animals were anesthetized using a mixture
of 7 mg/kg xylazine (Rompun® , Bayer, Leverkusen, Germany) and 140 mg/kg ketamine (Ketalar® ,
Hoffman-La Roche Ltd., Basel, Switzerland). The back sides of the animals were sterilized with
75% alcohol solution, two subcutaneous pockets on each side of the back of the animal were made
and one acellular and three co-cultured OC scaffolds were implanted intra-muscularly. The animals
were sacriﬁced 4, 8, and 12 weeks post-implantation using overdosed pentobarbital and implants were
harvested for further analysis.
2.7.2. Gross and Microscopic Observation
Samples harvested at week 4, 8, and 12 were gross evaluated in comparison with controls. Effects
of implantation on scaffold morphology, cell adhesion, and cell spreading were further veriﬁed through
SEM analysis. Harvested samples were cut through the center of bone–cartilage intersections, washed
with PBS, and ﬁxed in 10% formaldehyde for 4 h. After PBS washing, alcohol gradient was used to
remove the water content from the sample and vacuum dried overnight. Scaffolds were ﬁxed on the
carbon tape-pasted aluminum stub with the cross-sectional area facing outwards. Morphology of the
cell-seeded scaffolds was recorded in comparison with acellular ones using SEM.

81

Polymers 2016, 8, 429

2.7.3. Immunoﬂuorescent Staining
Samples harvested at 4, 8, and 12 weeks were immersed in 4% formaldehyde for 4 h followed
by washing thrice with PBST. Surface adhered ﬁbrous tissue layer was removed and scaffolds were
cut through the bone–cartilage interface for separate immunoﬂuorescent (IF) staining. Nonspeciﬁc
labeling was blocked followed by washing with PBST. The bone part of the scaffold was incubated
in OCN primary antibody while the cartilage part was treated with COL II primary antibody for 1 h.
Both samples were rinsed in PBS for 20 min followed by incubation in FITC-conjugated goat anti-guinea
pig IgG secondary antibody for 1 h. DAPI was used for nuclear staining. Both IF-stained scaffold parts
were observed under a laser scanning confocal microscope for OCN and COL II formation in vivo.
2.7.4. Histological Analysis
The harvested OC scaffolds were immersed in 10% formaldehyde at room temperature and
dehydrated using alcohol gradient, followed by embedding in parafﬁn wax and sectioned into 10 μm
thick tissue sections in glass slides. The slides were further heated in a 70 ◦ C oven followed by
immersing in xylene for 5 min. The process was repeated thrice. Samples were re-hydrated using
alcohol gradient and ﬁnally with water. After 5 min treatment with Tris-buffered saline containing
0.1% Tween 20, the bone part of the tissue sections was subjected to hematoxylin and eosin (H&E), AR,
Masson’s trichrome stains, while the cartilage part was stained with H&E and AB. The images were
recorded under an inverted optical microscope (IX-71, Olympus Co., Tokyo, Japan).
2.8. Statistical Analysis
All data were reported as mean ± standard deviation (SD) and the one-way ANOVA LSD test was
used to determine the signiﬁcant differences. A value of p < 0.05 was considered statistically signiﬁcant.
3. Results and Discussion
3.1. Microsphere Preparation and Scaffold Fabrication
PLGA microspheres with or without nHAP were prepared through the standard oil-in-water
emulsion/solvent evaporation method, as reported earlier [35]. The experimental procedures are
shown in Step 1 of Figure 1. The size of spheres was distributed in the range of 75–800 μm, among
which 250–500 μm was selected as the ideal size range. Speciﬁcally, microspheres in this size range
were chosen, as this range may provide optimal pore sizes to allow cellular inﬁltration and cell-to-cell
interaction [39]. The maximum yield within this size range was obtained by parameter optimization
during the preparation step. Figure 1A,B is the respective light microscopic and SEM images of
the prepared PLGA microspheres with size range 250–500 μm without (left) and with (right) nHAP.
The effective incorporation of nHAP can be veriﬁed through the radio-opaque nature of PLGA/nHAP
microspheres (right) compared to the transparent nature of virgin PLGA microspheres (left) in
Figure 1A. The surface morphology of the same was further characterized through SEM and shown in
Figure 1B. PLGA/nHAP microspheres had relatively rough morphology (right) compared to PLGA
microspheres (left), due to the presence of nHAP particles. The scaffold was fabricated from the
microspheres, as depicted in Step 2 of Figure 1. Figure 1C indicates the gross views of scaffolds
prepared in various shapes with respect to different required experimental procedures in vitro and
in vivo. Due to the osteo-conductive nature, the incorporation on nHAP in the scaffold will enhance its
osteogenic differentiation effect toward BMSCs, and thereby is expected to be a key scaffold material
for bone formation. V and C denote the scaffolds made from PLGA microspheres and PLGA/nHAP
microspheres, respectively. OC represents a biphasic integrated structure of cartilage and bone parts
sintered together in a single scaffold. Red arrows in Figure 1C point out the interface region in the
curve-edged rectangular, disc, and cylindrical-shaped OC scaffolds, with distinguishable separating
zones for cartilage and bone parts, respectively. The bright white appearance of the bone part is due
to the presence of nHAP in PLGA/nHAP microspheres while the transparent nature of the cartilage
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part is attributed to the absence of the same in PLGA microspheres. The capability to generate OC
scaffolds in various shapes also demonstrates the ﬂexibility of the microsphere-based biphasic scaffold
fabrication method to meet the need in repairing complex osteochondral defects.
3.2. Scaffold Characterization
3.2.1. Morphology of Spheres and Scaffolds
The prepared nHAP was characterized by TEM. The particles had a smooth round morphology
with an average diameter of 15 ± 4 nm (Figure 2A). The morphology of sintered microspheres in V, C,
and OC scaffolds is shown through cross-sectional SEM observation (Figure 2B). It is evident from
the images that all microspheres showed uniform surface sintered to each other, making the scaffolds
mechanically stable and macro-porous. The white dots in the C scaffolds further conﬁrm the existence
of nHAP in PLGA/nHAP microspheres after sintering [40]. The interface of OC scaffolds exhibits
a rough surface textured with white-dotted PLGA/nHAP microspheres on one side of the image
and positioned next to the relatively smoother PLGA microspheres on the other side. All scaffolds
had a pore size ranging from 50 to 250 μm, making them ideal for cell penetration throughout the
scaffolds [41].

Figure 2. Physico-chemical properties of scaffolds. (A) TEM image of nHAP (bar = 20 nm); (B) SEM
images of V, C, and OC scaffolds; (C,D) FTIR and XRD of nHAP and V and OC scaffolds; (E) EDX
elemental atomic compositions of C and OC scaffolds; (F) elemental mapping of V, C, and OC scaffolds
with Ca and P as green and red dots, respectively (bar = 300 μm). The red line in (B) indicates the
interface region in the OC scaffold.

3.2.2. FTIR Analysis
nHAP and V and OC scaffolds were further characterized through FTIR (Figure 2C).
The characteristic phosphate stretching vibrations were observed at 576, 612, and 930–1040 cm−1 ,
whereas the stretching bands at 1510–1541 cm−1 conﬁrm the presence of the hydroxyl group. The broad
band observed at 3460–3560 cm−1 corresponds to the stretching mode of the hydroxyl group,
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which is characteristic of calcium phosphates such as nHAP [17]. PLGA exhibited characteristic
alkyl group frequencies in the broad range 2800–2950 cm−1 , hydroxyl vibrations at 3690, and 633 cm−1 ,
C=O stretching at 1710 cm−1 . There are also stretching bands due to asymmetric and symmetric
C–C(=O)–O vibrations between 1105 and 1300 cm−1 [42]. The bands in these regions are useful in the
characterization of esters. The phosphate bands at 578, 610, and 928 cm−1 in the OC scaffolds further
conﬁrm the presence of nHAP in the scaffold formed by sintered PLGA/nHAP.
3.2.3. XRD Measurements
Crystallinity of nHAP was conﬁrmed by XRD and compared with JCPDS-090432 (Figure 2D).
Characteristic 2θ values of nHAP, V, and OC scaffolds were recorded and compared. nHAP showed
prominent 2θ peaks at 32.2◦ (211 plane) and 25.9◦ (002 plane) with minor 2θ values at 29.3◦ , 33.2◦ , 34.3,
40.2◦ , 46.9◦ , 49.7◦ , and 53.3◦ [43]. V scaffolds had a single peak of PLGA at 25.7◦ , which is overlapping
with the prominent nHAP peak. OC scaffolds exhibited the presence of the respective typical nHAP
crystalline peaks with lowered peak intensities.
3.2.4. Stoichiometric Analysis of nHAP by EDX
Apart from FTIR and XRD, nHAP content in C and OC scaffolds were cross-conﬁrmed with EDX
analysis. Figure 2E represents the EDX elemental compositions of the C and OC scaffolds. The presence
of Ca and P peaks in both the C and OC scaffolds is evident, with the peak intensity of the OC being
lower than that of the C, attributing to the lower overall nHAP content in the former. The scaffolds
show a Ca/P stoichiometric ratio of 1.63 and 1.65 for the C and OC, respectively, in close relation
with the theoretical value 1.67 for HAP [44]. Presence of nHAP in the C and OC scaffolds was further
represented through elemental mapping, in which calcium was denoted as green dots and phosphate
as red dots (Figure 2F). The V scaffolds did not show mapping colors contrast due to the absence
of nHAP, while the C scaffolds showed color dots representing Ca and P throughout the scaffold.
An interface mapping of the OC scaffolds revealed one part (lower half) of the scaffold is with Ca
and P dots while the other without, conﬁrming the distinguishable borderline between the bone and
cartilage part of the OC scaffold.
3.2.5. Thermal and Mechanical Analysis
The thermal properties of the V and C scaffolds were analyzed with TGA. As can be seen from
Figure 3A, both scaffolds were thermally stable until ~274 ◦ C from room temperature, without having
any signiﬁcant loss on the scaffold weight. The onset of weight loss was found at ~286 ◦ C for both
the V and C scaffolds. Further heating resulted in 50% weight loss at ~359 ◦ C. The decomposition
curve for both scaffolds was similar until reaching 376 ◦ C, with a remaining weight of 12.3%. Further
heating resulted in complete decomposition of the V scaffold at ~449 ◦ C while the C scaffold had
~10% weight remaining. The residual weight percentage of nHAP-containing C scaffolds refers to the
amount of nHAP present in the scaffolds due to the stability of ceramic particles, even at elevated
temperatures. Most of the biodegradable polymeric materials are more prone to decomposition at
higher temperatures, leading to complete charring prior to reaching 500 ◦ C [34]. However, the ceramic
counterparts of the same in the scaffold are much more stable, allowing it to retain residual weight
during the thermal decomposition cycle at higher temperatures, thus accounting for the quantitative
evaluation of nHAP in the C scaffolds.
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Figure 3. Thermal decomposition behavior (A) and mechanical testing (B) of V and C, and OC scaffolds.
Surface hydrophilicity of V, C, and OC scaffolds by measuring water contact angles after 2 s (C) and
30 s (D); * p< 0.05 compared with V; # p < 0.05 compared with C.

Vigilant selection of materials in osteochondral tissue engineering is crucial, since supporting the
substrate’s mechanical strength, structural support, and favorable culturing environment is critical
during the early stages of the regenerative process. Optimal mechanical properties and suitable
structures will ultimately promote bone–cartilage formation and implant healing. The V scaffolds had
the maximum ultimate compressive strength of 142 ± 14 MPa, which is signiﬁcantly higher than that
of the C (62 ± 6 MPa) and OC (85 ± 5 MPa) scaffolds (Figure 3B). The median compressive strength
value for the OC scaffolds should be due to the combination of PLGA and PLGA/nHAP microspheres
in a single construct, accounting for the combinatory effect of both V and C scaffolds, which are made
from PLGA and PLGA/nHAP microspheres separately. Generally, incorporation of an optimum
percentage nHAP should increase the mechanical strength of the C scaffolds [45]. The addition of
nHAP particles to PLGA microspheres may result in a reduction in mechanical strength of C compared
to V scaffolds. Though the percentage of nHAP in PLGA/nHAP microspheres is ~10%, the irony of
reduction in compressive strength refers to the sintering aspects of scaffolds. The sintering mechanism
of scaffolds is through the surface melting of compressed microspheres in the heating cycle and
permanent adhering of the same during the cooling cycle. Since PLGA/nHAP microspheres had
uniformly distributed nHAP on the surface, the thermal resistibility of the same would have interfered
with the surface melting–adhering mechanism during the heat sintering process, thereby reducing
the mechanical strength of the C scaffolds. More studies on the time–temperature dependence of the
scaffold’s mechanical strength are necessary to elucidate this aspect.
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3.2.6. Contact Angle Measurements
Contact angle is a measure of hydrophobicity or surface wettability of a material. The higher the
contact angle values, the higher the hydrophobicity of the material is. The goniometer was used here
to measure the hydrophobicity of the scaffolds based on pictures of a water droplet on the scaffold
surface. Here, the contact angle was measured at two time points, 2 s (Figure 3C) and 30 s (Figure 3D)
after placing the drop on the scaffold surface. The V and C scaffolds displayed a contact angle of 91.69◦
and 88.20◦ , respectively, showing their less hydrophilic nature, similar to previous reports [46]. The OC
parts fabricated from PLGA and PLGA/nHAP microspheres also showed similar values at 90.38◦ and
87.62◦ , respectively, revealing that different microspheres in different parts of the OC scaffold maintain
its hydrophilicity after the physical sintering process. While considering the shape of the water droplet
after 30 s, the contact angle was zero, or none of the scaffolds showed the existence of a water droplet
on top of the scaffold surface. This could be attributed to the porosity of microspheres rather than
wettability. Since all scaffolds have large pore sizes between microspheres (Figure 2B), drops could
easily be absorbed into the scaffold interior through gravitational force and thereby rapidly disappear
from the scaffold surface. Contact angle measurements conﬁrm that though the surface characteristic
is less hydrophilic in nature, faster absorption of water drops after 30 s indicates the high porosity of
scaffolds, which is one of the essential requirements for an ideal scaffold for tissue regeneration.
3.3. In Vitro Cell Culture Studies
3.3.1. Cell Morphology
The use of mesenchymal stem cells on biodegradable implants has been shown to be effective
for repairing osteochondral defects in vivo [47]. Also, many results report the added advantages of
using two different cell types to regenerate osteochondral defects [40]. In this work, we ﬁrst analyzed
the ability of the OC scaffolds to successfully support BMSCs attachment and proliferation in vitro,
in comparison with V and C scaffolds. When treating osteochondral defects, the “bone-like” layer
should aim at the repair of the cortical-subchondral bone, while the “cartilage-like layer” must provide
a good environment for cartilage regeneration. The effect of microsphere surface characteristics and
interior pore gap on cell adhesion, spreading, and cell–cell interconnectivity was analyzed through
surface (Figure 4A) and cross-sectional (Figure 4B) SEM observations. Though the intended use
was for osteochondral repair, the cell behavior was studied using only BMSCs to verify the general
cell characteristics such as adhesion and spreading and also to evaluate the ability of the sintered
microsphere structure to support cell growth and spreading without obstructing the scaffold pores,
which are the key factors when considering waste and nutrient transport in the scaffold. At day 1, cells
attached well to both surface and interior sintered microspheres of all scaffolds, albeit with low cell
density and spreading. Cell morphology at day 7 was much altered, where cells started spreading
more on the sphere-to-sphere intersections by outspreading ﬁlopodial extensions regardless of scaffold
type. Much robust cell behavior was observed at day 14, where cells extended their growth on the
wall of the microsphere, giving a thin cellular coating on the sphere surface. The cell density in the
interstitial space was much higher than at previous time points, as observed from both surface and
cross-sectional images. The cell density was signiﬁcantly higher than earlier culture duration at day 21
and 28. At these points, cells became more ﬂattened, cellular wall density on microsphere surfaces
became much denser, and cells connected adjacent spheres through ﬁlopodial extension, as evidenced
from the images. The cross-sectional image indicates that cells were able to penetrate deeper into the
scaffold pores, which is an important observation, since a good cell distribution within the whole
scaffold prominently affects the overall performance of the construct, without limiting the diffusion of
nutrients and oxygen. Though all scaffolds exhibit similar characteristics in terms of cell interactions,
we speculate that this result is quite promising since it validates that the microsphere-based scaffolds
possess an adequate pore size and pore distribution to effectively allow cells to adhere and maintain
their functions.
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Figure 4. Cell inﬁltration and cell morphology of BMSCs (bone marrow stem cells) in V, C, and OC
scaffolds. The increased cell density and spreading from day 1 to day 28 from SEM images of scaffold
surface (A) and cross section (B) validates the biocompatibility and pore interconnectivity in all
scaffolds. Bar = 200 μm

3.3.2. Viability of BMSCs and Chondrocytes in Mono-Culture
The viability of cells in scaffolds was evaluated using a Live/Dead assay kit that shows cell
morphology and distribution in the scaffold interior after imaged by confocal microscopy (Figure 5).
As mentioned before, the behavior of cells in the OC scaffolds was evaluated using chondrocytes
and BMSCs for the V and C scaffolds separately, using chondrocyte and osteogenic medium. Due to
the inability of a laser scanning confocal microscope to have high depth scanning arrays for the
scaffolds, scaffolds were scanned both axially (from the top or the bottom of scaffolds) and radially to
determine cell distribution in 3D within the scaffold. Uniform cell distribution and high cell viability
in both the V and C scaffolds could be conﬁrmed from the green ﬂuorescence signal of live cells
and few red signals from dead cells. The cell density is lower at day 7 than day 14, irrespective of
the scaffold type or the scan direction. Cell morphology at day 21 and 28 were almost similar to
that at day 14, which can be correlated with the ﬂattened cell morphology on the spherical surface
of the microsphere, as shown from the SEM images in Figure 4. Unlike other types of scaffolds,
cells in a microsphere-based scaffold adhere ﬁrst, spread on the microsphere wall, and then deposit
as a monolayer over the surface of the microsphere in the early stages, followed by thickening of
the cellular layer as reported previously [48]. A few dark empty spaces inside cellular circles are
due to the out-of-focus plane of different microspheres inside the scaffold. However, no signiﬁcant
difference in cell morphology was observed among chondrocytes-seeded V scaffolds or BMSCs-seeded
C scaffolds at any point of the culture period. Nevertheless, cells grew well and proliferated around
the microspheres and throughout the scaffold, cross-conﬁrming the advantage of the macroporous
structure of the scaffolds for tissue regeneration in vitro.
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Figure 5. Live/Dead assays of mono-cultured chondrocytes in V scaffolds and BMSCs in C scaffolds.
Confocal laser scanning microscope images from axial and radial directions at day 7, 14, 21, and 28
indicate the spread nature and uniform distribution of both cells. Bar = 300 μm.

3.3.3. Cell Proliferation
Cell proliferation in scaffolds was evaluated through DNA contents (Figure 6A). The cell number
after 4 h of attachment (day 0) was taken as the reference point to be compared with later periods of
cell proliferation of BMSCs in V, C, and OC scaffolds. All scaffolds exhibited an increase in cell number
after day 7, compared to day 0 and then reached a maximum at day 14. There was no signiﬁcant
increase in cell number following day 14, ascribed to the differentiation of BMSCs in OM to osteoblasts
with reduced cell proliferation rate. Our previous studies also conﬁrmed the same trend of stem cells
differentiation in osteoconductive-inductive environments [34]. The rationale behind the choice of
BMSCs alone for cell proliferation rather than using both cell types is based on two factors: in vitro
co-culture and in vivo aspects. In the former case, since V and C scaffolds are separately compared here
with OC scaffolds, mono-culture strategy is practically more signiﬁcant to evaluate the cell proliferation
and differentiation potential. Though the V part is assigned for chondrocytes and the C part for BMSCs,
culturing two different cell types in OC scaffolds at two different time points and further with cell
number evaluation is practically irrelevant. Moreover, most of the in vitro co-culture experiments
performed throughout this study was by seeding BMSCs in the bone part for pre-optimized times,
followed by seeding chondrocytes in the cartilage part and maintaining the culture for another two
or three weeks, which only aimed at examining the potential of both cell types to maintain their
phenotype in co-culture conditions. Considering the in vivo aspect, OC scaffolds were designed to
culture with BMSCs in the bone part for the ﬁrst 14 days, followed by seeding with chondrocytes in
the cartilage part for 4 h prior to implantation, denoting the non-requisite strategy of co-culture in
cell proliferation studies. Further, the logic behind the culture of V scaffolds with BMSCs rather than
chondrocytes is to validate the effect of osteo-conductive nHAP in C and OC scaffolds towards stem
cell differentiation.
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Figure 6. (A) Cell numbers of BMSCs from DNA assays when cultured in in V, C, and OC scaffolds up
to 28 days. * p < 0.05 compared with day 0, # p < 0.05 compared with day 7 for each scaffold; (B) SEM
images of the morphologies of BMSCs in the bone part of OC scaffolds before and after co-culture with
chondrocytes. 7 D, 14 D, and 21 D represents the morphology of mono-cultured BMSCs in the bone
part for 7, 14, and 21 days, while 7 d, 14 d, and 21 d is the morphology of co-cultured chondrocytes in
cartilage part of OC scaffolds after 7, 14, and 21 days. 7 D + 7 d, 14 D + 14 d, and 21 D + 21 d denote the
morphologies of BMSCs in the bone part of OC scaffolds after immersing in chondrocyte medium for
another 7, 14, and 21 days during co-culture. Bar = 200 μm.

3.3.4. Co-Culture with BMSCs and Chondrocytes
Bi-phasic tissue engineering always has the complexity of recognizing proper cues toward
preferred cell differentiation and thereby develops separate tissues. Co-culture offers the beneﬁts
of distinguished regeneration and faster development to multiple tissue types compared with
mono-culture. Figure 6B shows the SEM images of morphologies of the BMSCs-seeded bone part
and chondrocytes-seeded cartilage part of the OC scaffolds at various co-culture durations. The left
panel represents the BMSCs morphology in the bone part in OM at day 7, 14, and 21. Scaffolds seeded
with BMSCs in the bone part for 7 d had similar cell adhesion patterns as observed before in Figure 4,
while the morphology of the chondrocytes-grown cartilage part for another 7 d had a relatively more
round morphology, as shown in the middle panel (red letters). The extent of cell spreading and
ﬂattening increased with time for both cell types. The morphology of chondrocytes at each co-culture
time point was similar, irrespective of BMSCs culture durations in the bone part. Similar to BMSCs,
chondrocytes spread well and ﬂattened throughout the scaffolds with respect to co-culture durations,
with the maximum cell density at day 21, which could be correlated with the ﬂuorescently stained
chondrocyte morphology shown in Figure 5. However, after co-culture, it is necessary to prove the
existence of BMSCs with no alteration in cell morphology. The right panel is the SEM images of
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BMSCs in the bone part after co-culture with chondrocytes. The 7 D + 7 d represents the morphology
of BMSCs cultured in the bone part in OM 7 days, followed by immersing in chondrocyte medium
for another 7 days while co-culturing. In a similar aspect, 14 D + 14 d and 21 D + 21 d SEM images
respectively represent the morphology of BMSCs after 28 days (i.e., 14 days +14 days) and 42 days
(i.e., 21 days + 21 days) BMSCs/chondrocyte co-culture durations. Though BMSCs in the bone part
have undergone more culture time in chondrocyte medium during co-culture, the cell morphology
of BMSCs conﬁrms cell survival/proliferation was not affected by co-culture. Only a few reports are
available on the successful regeneration of biphasic tissues from mono-culture using a single cell source
such as BMSCs, due to the difﬁculty of maintaining distinguished environments in a single scaffold.
Studies are not satisfactory to establish an ideal scaffold design with separate zones for loading
speciﬁc growth factors/proteins, which could lead to separate tissues such as bone and cartilage.
The restriction of speciﬁc growth factors/proteins eluted from the scaffold to be within a speciﬁc region
of the environment that BMSCs are exposed to during co-culture is considerably challenging [49].
Our scaffold design without eluting growth factors/proteins but with osteo-conductive nHAP in the
bone part and co-cultured chondrocytes as the cartilage part is very promising.
3.3.5. Qualitative Evaluation on Bone–Cartilage Formation in Vitro
Figure 7A,B demonstrate positive staining for Alizarin red (AR), while Figure 7C depicts the
positive staining for Alcian blue (AB). The AR stain evaluates calcium deposits in the mineralized
extracellular matrix (ECM) of differentiated BMSCs when calcium forms an Alizarin red S-calcium
complex in a chelation process and the degree of mineralization will be directly proportional to the
intensity of the stain. Considering the cell proliferation, the duration of BMSCs mono-culture in the
bone part of OC scaffolds was selected at 14 days. The effect of nHAP alone in C scaffolds and the
bone part of the OC scaffolds towards BMSCs differentiation was tested through mono-culture in
normal medium (NM) and osteo-inductive medium (OM). Both the C scaffolds and bone part of the
OC scaffolds displayed a signiﬁcant increase in AR stain intensity due to the mineralization of BMSCs.
These results are supportive of the fact that nHAP particles in the C and OC scaffolds, due to its
osteo-conductive nature [50,51], which triggered BMSCs differentiation along an osteogenic pathway,
even in the absence of soluble growth factors in NM. However, nHAP alone is not enough to guarantee
osteoblast differentiation. Therefore, the combined effects of osteo-conductive nHAP and osteogenic
inducing factors were evaluated through BMSCs cultured in OM. That the maximum stain intensity
was observed in the C and OC scaffolds announces the synergistic effect of nHAP and inducing factors
on commitment of BMSCs toward the osteogenic lineage in OM [52,53]. To eliminate the possibility
that positive staining was due to the calcium ions in nHAP within the scaffolds, AR staining was
also performed on acellular control scaffolds, which showed much less stain intensity compared
to BMSCs-seeded scaffolds. The results demonstrate that BMSCs mono-culture in the presence of
osteogenic factors could lead to a dramatic increase in mineral deposition, which further leads to bone
formation. Based on mono-culture results, OC scaffolds were seeded with BMSCs in the bone part and
cultured in OM for 14 days, followed by chondrocytes seeding in the cartilage part for 7 and 14 days
(Figure 7B). As expected, the 14-day (14 D + 14 d) co-cultured scaffolds had maximum AR stain intensity
in the bone part compared to the 7-day (14 D + 7 d) co-cultured samples, indicating continued mineral
deposition of BMSCs even in chondrocyte medium, due to the presence of osteo-conductive nHAP.
Alcian blue is any member of a family of polyvalent basic dyes and is used to stain acidic
polysaccharides such as glycosaminoglycans (GAGs) in cartilages. Therefore, AB stain could
demonstrate that chondrocytes were able to deposit a GAGs-rich ECM in the cartilage part of OC
scaffolds. Similar to AR staining, OC scaffold having pre-differentiated BMSCs in the bone part was
co-cultured with chondrocytes in the cartilage part for 7 days (14 D + 7 d) and 14 days (14 D + 14 d),
followed by AB staining of the whole scaffold. That positive AB staining was only observed in
the cartilage part of OC scaffolds at both time points conﬁrms the maintenance of chondrogenic
phenotype of seeded chondrocytes during co-culture and cartilage formation in vitro (Figure 7C). False
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positive AB staining could also be discounted through AB staining on acellular control scaffolds. Thus,
the qualitative measurements of bone–cartilage formation in OC scaffolds through AR–AB stains
endorse the potential of the same in osteochondral regeneration.

Figure 7. (A) The Alizarin red (AR) staining images of acellular control and BMSCs-seeded V, C,
and OC scaffolds after mono-culture in normal medium (NM) and osteogenic medium (OM) for
14 days; (B,C) are the Alizarin red (AR) and Alcian blue (AB) staining images of BMSCs in the bone part
and chondrocytes in the cartilage part of OC scaffolds. 14 D + 7 d and 14 D + 14 d denote the culture
of BMSCs in the bone part of OC scaffolds in OM for 14 days followed by immersing in chondrocyte
medium for another 7 and 14 days during co-culture.

3.3.6. Calcium Quantiﬁcation
Positive AR staining from gross view observation (Figure 7A,B) is the evidence for BMSCs
mineralization. However, calcium quantiﬁcation with cetylpyridinium chloride (CPC) could estimate
the extent of calcium-based mineral deposits by BMSCs. When scaffolds react with CPC, it extracts
the ARS bound to Ca2+ on the cell surface and the absorbance of the extracted solution at 540 nm will
provide direct estimation of the extent of BMSCs mineralization. Figure 8A represents the calcium
quantiﬁcation of BMSCs mono-cultured in V, C, and OC scaffolds for 14 days whereas Figure 8B
denotes those co-cultured in OC scaffolds. AR-stained V, C, and OC scaffolds mono-cultured with
BMSCs in NM is denoted as VN, CN, and OCN while the same construct cultured in OM was termed
VO, CO, and OCO. Considering the same scaffold, the absorbance values in NM show the least reading
while in OM it was much higher. However, C scaffolds in NM had a relatively higher absorbance value
than V in OM, probably due to the binding of ARS to nHAP in the scaffold. That OC scaffolds had
a higher absorbance value than V scaffolds but lower than C scaffolds in OM indicates the synergistic
effect of nHAP and osteogenic inductive factors in OM in enhancing calcium deposition, in accordance
with the qualitative AR staining results of BMSCs mono-culture shown in Figure 7A.
Besides mono-culture, OC scaffolds co-cultured with BMSCs and chondrocytes were further
investigated for calcium content. OC scaffolds with 14 days pre-differentiated BMSCs in the bone
part, co-cultured with chondrocytes in the cartilage part for 7 and 14 days are denoted as 14 D + 7 d
and 14 D + 14 d, respectively, in Figure 8B. The absorbance values observed for 14 D + 7 d was lower
compared to 14 D + 14 d, indicating continued differentiation of BMSCs in chondrocyte medium after
the commitment of BMSCs toward the osteogenic lineage during the initial culture in OM. Furthermore,
the calcium content of the 14 D + 7 d co-culture group is much higher than that of any of the BMSCs
mono-culture groups, due to the prolonged culture duration of 21 d. This culture duration is longer
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than the culture time (14 days) required for the maximum cell number (Figure 6A), which is critical
in continued differentiation and mineralization of BMSCs. Since the calcium deposition of stem cells
starts at later stages of cell proliferation, duration of culture period is very critical in the extent of
calcium deposition [34,54]. Indeed, these results can be correlated with the cell proliferation data
shown in Figure 6A, claiming the maximum cell number at day 14, followed by a steady value on
the remaining days. This conﬁrms the differentiation of BMSC to osteoblasts in the later stages of
cell proliferation and thereby accounts for the higher calcium deposition for co-culture of BMSCs and
chondrocytes in OC scaffolds. The results are also convincing for the fact that BMSCs are not inﬂuenced
by the presence of the chondrocyte medium used for co-culture, but continue their mineralization and
maintain their phenotype throughout the in vitro culture period.

Figure 8. (A) Quantitative estimation of calcium deposition in V, C, and OC scaffolds after mono-culture
of BMSCs in different scaffolds in normal medium (NM) and osteogenic medium (OM) for 14 days. VN,
CN, and OCN denote V, C, and OC scaffolds in NM whereas VO, CO, and OCO denote V, C, and OC
scaffolds in OM. * p < 0.05 compared with NM for each scaffold, # p < 0.05 compared with V for each
medium, & p < 0.05 compared with C for each medium; (B) Total calcium deposition in the bone part
of co-cultured BMSCs and chondrocytes in OC scaffolds. 14 D + 7 d denotes 14 days in osteogenic
medium and 7 days in chondrocyte medium; 14 D + 14 d denotes 14 days in osteogenic medium and
14 days in chondrocyte medium. * p < 0.05.

3.3.7. Viability and Morphology of BMSCs and Chondrocytes during Co-Culture
Apart from mono-culture, viability of BMSCs and chondrocytes during co-culture was evaluated
through Live/Dead assays (Figure 9A). As in mono-culture, the absence of red signals demonstrates
the high viability of both BMSCs and chondrocytes during co-culture. BMSCs cultured for the initial
14 and 21 days had no distinguishable difference in cell morphology as observed for mono-culture in
Figure 5. Chondrocytes exhibited comparable cell morphology in the cartilage part of OC scaffolds
at each time point, irrespective of BMSCs culture duration. Similar to BMSCs, density of viable cells
was the maximum for chondrocytes at day 21 of co-culture, indicating the high survival rate of the
same. The densely populated live chondrocytes at day 21 indicates the cartilage part of OC scaffolds
provides a favorable environment for cartilage development, while comparable cell densities at the
same time point for the BMSCs-seeded bone part endorses the favorable cellular response of the
OC scaffolds to maintain cell viability and support growth of BMSCs during co-culture for bone
development. SEM images of the morphology of BMSCs in the bone part of OC scaffolds (Figure 6B)
after various durations of chondrocyte co-culture cross-conﬁrm the ability of BMSC to maintain the
spread morphology.
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Figure 9. Live/Dead cell assays (A) and cytoskeletal arrangement determined by phalloidin/DAPI
staining (B) of co-cultured BMSCs and chondrocytes in OC scaffolds. Bar = 300 μm; (C) The cytoskeletal
arrangement of BMSCs and chondrocytes on a single microsphere surface in the bone and cartilage
part at day 14. Bar = 150 μm.

The morphology of co-cultured cells on microspheres of OC scaffolds was validated through
staining of the actin cytoskeleton of adhered cells. The cytoskeleton plays important roles in cell
morphology, adhesion, growth, and signaling [55]. Changes in the cytoskeleton of the cell allow
the cell to migrate, divide, and maintain its shape. The cytoskeleton consists of three components:
actin ﬁlaments, intermediate ﬁlaments, and microtubules. The backbone of the cytoskeleton is F-actin,
which clusters to form actin ﬁlaments. As explained before, unlike other scaffolds, cells on microspheres
adhere ﬁrst, spread on the microsphere wall, and make a monolayer over the microsphere in the early
stages of cell adhesion. However, in the later stages, cells preferentially grow around the gaps among
the microspheres, ﬁll the gaps, and connect each adjacent sphere through a cellular bridging [56]. Being
an abundant protein in cells, actin staining could help to visualize the migration and 3D proliferation
of the cells within the scaffold structure. The versatility of the confocal microscope to scan various
planes and their corresponding maximum projection would provide a better understanding of cellular
morphology throughout the matrix. Figure 9B represents the confocal images of rhodamine-phalloidin
stained cytoskeletal actin ﬁlaments of BMSCs and chondrocytes in bone and cartilage parts of OC
scaffolds, respectively. Similar to Live/Dead staining, the intensity of actin staining of differentiated
BMSCs in the bone part of OC scaffolds was almost similar at day 14 and 21, conﬁrming the possible
transformation of BMSCs to osteoblast differentiation. Considering the cartilage part at different
co-culture times, chondrocytes had minimum stain intensity at day 7, enhanced at day 14, and reached
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the maximum at day 21, conﬁrming the same trend of cell proliferation. Both cells almost covered the
microsphere gaps and surface at later stages of culture. The cell spreading on a single microsphere
surface is shown in the enlarged microscopic images in Figure 9C. Since both cells attained the shapes
of the microspheres they adhered, actin staining was not a conclusive tool to declare the morphological
difference between cells in bone and cartilage parts. More detailed biochemical assays are mandatory
to reveal the efﬁciency of osteo-conductive/inductive factors and the BMSCs-chondrocytes approach
towards osteochondral regeneration.
3.3.8. Immunoﬂuorescent Staining of Bone- and Cartilage-Speciﬁc Proteins
Figure 10A,B reveals time-lapsed IF staining of bone-speciﬁc proteins COL I and OCN in the bone
part during co-culture. Figure 10C is the corresponding IF staining of cartilage-speciﬁc protein COL II
in the cartilage part during co-culture. COL I production in the bone part of OC scaffolds was on day 7,
14, and 21 in contrast to day 14, 21, and 28 for OCN, as COL I and OCN are respectively the early and
late markers of osteogenic differentiation. The blue ﬂuorescent images represent DAPI-stained nucleus,
red-colored Cy3 shows COL I in the ECM, and merged images are the combination of DAPI and Cy3
(Figure 10A). The production of COL I was minimum at day 7 compared to day 14, judging from the
staining intensity, while day 21 had almost similar COL II protein expression to day 14. The relatively
similar COL I protein production at day 14 and 21 for BMSCs cultured in the bone part of OC scaffolds
is validated through the early stage COL I expression pattern of BMSCs differentiation [54,57]. The well
spread appearance of Cy3-conjugated COL I at later stages of observation also conﬁrms the uniform
protein distribution within the ECM.
Bone formation in OC scaffolds was further conﬁrmed through OCN protein expression, as shown
in Figure 10B. Unlike COL I, OCN had almost no expression at day 14 (shown in green), though the
DAPI-stained cell nucleus was present. However, the expression of FITC-conjugated OCN present in
the ECM was higher at day 21, which further enhanced to a maximum at day 28. Being a late expression
protein marker during bone formation, OCN displayed the same trend as reported in our previous
studies [34,54]. Figure 10C demonstrates the protein expression of COL II in the cartilage part of OC
scaffolds during co-culture. Similar to OCN, positive COL II staining using FITC-conjugated antibody
conﬁrmed cartilage formation in the cartilage part of OC scaffolds [58]. DAPI-stained cell nucleus in the
well distributed COL II conﬁrms the proliferation of chondrocytes during the regeneration of cartilage
in the cartilage part of OC scaffolds, leading to the formation of osteochondral tissue. The green
signal from FITC-conjugated secondary antibody indicates COL II distribution is more spherical
in shape along the contour of a microsphere at day 14, whereas it is well distributed throughout
the scaffold at day 21, conﬁrming the expansion of chondrocyte ECM towards the pores within the
scaffold. Actin-stained chondrocyte morphology in co-cultured OC scaffolds (Figure 9B) could be
compared with the current observations in Figure 10C, conﬁrming the attachment of chondrocytes
over the microsphere surface at day 14 but extending cell deposition to the pores at day 21, similar
to the COL II expression. The results are conclusive of the fact that the BMSCs-seeded bone part
and chondrocyte-seeded cartilage part of OC scaffolds showed a great extent of bone and cartilage
formation in vitro.
Other than difference in material composition in OC scaffolds employed here, it is also
feasible to develop PLGA microsphere-based scaffolds with continuous gradients of bioactive
cues [59]. The OC scaffold can be designed with opposing gradients of chondrogenic microspheres
(encapsulating transforming growth factor-β1) and osteogenic microspheres (encapsulating bone
morphogenetic protein-2) to direct the differentiation of BMSCs regionally toward osteogenesis and
chondrogenesis [60].
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Figure 10. Immunoﬂuorescent staining images using DAPI for cell nucleus and Cy3-conjugated
antibody for type I collagen (COL I) (A); DAPI for cell nucleus and FITC-conjugated antibody for
osteocalcin (OCN) (B); DAPI for cell nucleus and FITC-conjugated antibody for type II collagen (COL II)
(C) at various durations of BMSCs-chondrocytes co-culture in OC scaffolds. Bar = 300 μm.

3.4. In Vivo Animal Studies
3.4.1. Gross and Microscopic Evaluation
For in vivo studies, subcutaneous implantation in nude mice was used to evaluate the
biocompatibility of acellular OC scaffolds (control) and cell-seeded OC scaffolds constructs (sample)
and their potential in ectopic osteochondral tissue formation. Figure 11A is the gross view photographic
observations of harvested controls and samples 4, 8, and 12 weeks post-implantation. Both bone and
cartilage parts had blood vessel formation on the surface and interiors of the scaffold (black arrows) at
all time points with more intense vascularization after week 12. The shape of the scaffolds was found to
be slightly deforming with harvesting times, due to in vivo degradation. Moreover, mice ﬁbrous tissue
layer adhesions on scaffold peripherals were observed, which might be due to the high porosity of OC
scaffolds. The cross-sectional SEM imaging was performed to observe the cells inside the scaffold at
each time point (Figure 11B). A very dense population of sphere-bound cells was observed in both
bone and cartilage parts of the OC scaffolds after 4 weeks. In both cases, most of the cells were bridging
the gap between adjacent microspheres and thereby ﬁlling the porous intersections. Control samples
had few cells adhered to microspheres due to ﬁbroblasts inﬁltration from the host tissue. Both control
and sample groups showed unchanged microsphere morphology, conﬁrming their physical stability
for short in vivo durations. A dramatic variation in scaffold morphology was observed at week 8,
where bone and cartilage parts were surrounded with cellular layers of differentiated BMSCs and
chondrocytes, respectively. A few spheres had completely disappeared or covered with newly-formed
tissue. The sphere shape deformation was more at 8 weeks compared to week 4, suggesting initiation of
bio-degradation. Control samples still had some host cell inﬁltration similar to 4 weeks, but negligible
in comparison with bone and cartilage parts of cell-seeded scaffolds. A complete cellular regeneration
was observed on both parts of the OC scaffold after 12 weeks of implantation. Microspheres were
partially or completely degraded and cellular multilayers replaced the porous intersections of the
scaffold. The narrow cellular bridging observed at 4 and 8 weeks re-formed to thick intense tissue
channels at week 12, conﬁrming the faster regeneration of osteochondral tissue. Unlike previous
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observations, control samples at 12 week displayed a complete collapse of spherical integrity within
the scaffold, showing no signs of regeneration. Thus, the microscopic observations of implanted OC
scaffolds assure the regeneration potential of co-cultured OC scaffolds in vivo.

scaffolds assure the regeneration potential of co-cultured OC scaffolds in vivo.

Figure 11. The gross views (A) and SEM images (B) of acellular OC scaffolds (control) and cell-seeded
OC scaffolds (sample) harvested from nude mice 4, 8, and 12 weeks post-implantation. The blue and
black circles indicate the control and the sample, respectively. Black arrows indicate blood vessel
formation on scaffolds in (A); BMSCs and chondrocytes were co-cultured in OC scaffolds and bone
and cartilage parts of scaffolds are observed by SEM in (B). Bar = 500 μm.

3.4.2. Immunoﬂuorescent Staining for Bone and Cartilage Formation in Vivo
Figure 12A,B are images of FITC-labelled staining of OCN and COL II at 4, 8, and 12 weeks,
with separate images of DAPI staining of cell nucleus. The 4-week samples showed a complete
distribution of OCN deposition over the microspheres with concomitant extension to the surrounding
pore space. The mono-dispersed DAPI-stained nucleus observed alongside OCN asserts the
multi-layered osteoblasts distribution inside the scaffolds. Unchanged spherical morphology of
scaffolds further cross-conﬁrms the relatively higher physical integrity of the scaffolds even after
4 weeks implantation, as observed in SEM images of the 4-week bone part in Figure 11B. At week 8,
OCN extended more to the surroundings from deformed sphere surface, revealing enhanced OCN
deposition into pores (white arrows). This could be due to the degradation of microspheres along
with faster differentiation of BMSCs. Nevertheless, the OCN signal of 12-week harvested samples was
dramatically higher in comparison with previous time points. Spherical morphology had completely
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disappeared and thick OCN distribution was found throughout the scaffold, which could also be
interrelated with the scaffold morphology observed for the 12-week bone part samples in Figure 11B.
A similar trend in COL II deposition was observed for cartilage regeneration (Figure 12B). As in the
bone part, the intensity of cell secreted COL II in the cartilage part of OC scaffolds increased with
time, reaching the maximum at week 12. The wide dispersal of COL II at this time point coincides
with the 12-week OCN deposition in the bone part and afﬁrms the effective regeneration of both
tissues simultaneously. The cell-seeded scaffolds were compared with acellular controls in Figure 12C
to eliminate the false positive staining of bone and cartilage marker proteins. DAPI nuclear stains
were observed due to the host cell inﬁltration to the interior of the scaffold, however, there was no
positive OCN and COL II staining observed for the control, conﬁrming the effective regeneration of
osteochondral tissue regeneration in vivo.

Figure 12. Immunoﬂuorescent staining images using DAPI for cell nucleus and FITC-conjugated
antibody for osteocalcin (OCN) in the bone part (A) and DAPI for cell nucleus and FITC-conjugated
antibody for type II collagen (COL II) in the cartilage part (B) of cell-seeded OC scaffolds. The samples
were harvested from nude mice 4, 8, and 12 weeks post-implantation. BMSCs and chondrocytes were
co-cultured in the OC scaffold and bone and cartilage parts of the scaffolds were observed by confocal
microscope. White arrows indicate enhanced OCN deposition into pores. The same staining results
were shown for acellular controls in (C). Bar = 300 μm.

3.4.3. Histological Analysis
The osteochondral regeneration was ﬁnally conﬁrmed through the histological staining of
bone and cartilage parts of OC scaffolds through H&E, AR, AB, and Masson’s trichrome staining.
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Figure 13A,B respectively represents the histological staining images of the BMSCs-seeded bone
part and chondrocytes-seeded cartilage part of the OC scaffolds, harvested 4, 8, and 12 weeks
post-implantation. H&E, AR, and Masson’s trichrome were used for the bone part while H&E and
AB were selected for the cartilage part. All staining images of samples were compared with acellular
controls. Considering the H&E staining, both bone and cartilage parts revealed signiﬁcant cell growth
inside the scaffold at all implantation durations. H&E is the prime clue for osteoid formation with
osteoblasts in the bone matrix, which can be very well observed as the purple background at 4, 8,
and 12 weeks. It conﬁrmed cell migration and proliferation, with drastic change in cell number in
comparison with acellular controls. The purple color observed at 4 weeks in both bone and cartilage
parts is the surrounding tissue entrapped in the tissue slice, which can be conﬁrmed through the
absence of microspheres around that area. The intensity of H&E stain at week 8 and 12 of samples for
bone and cartilage parts was signiﬁcantly higher than for controls as well as for the 4-week samples.
However, deformed sphere shapes observed at both parts of the scaffolds conﬁrms the biodegradation
of the scaffold at 12 weeks, as observed from SEM images in Figure 11B. The blurring of the purple
color intensity toward the center of degraded microspheres at 12 weeks displays the uniformly wide
dispersion of regenerated tissues in both regions.
This trend was followed in AR and Masson’s trichrome stains for bone and AB stain for
cartilage. Positive AR staining can reassure the capability of OC scaffolds to continuously support
the differentiation of BMSCs into the osteogenic lineage, by displaying bright red spots on the tissue
matrix. Basically, AR stain can attach Ca2+ ions present in the mineralized bone part, which stems from
the differentiation of BMSCs to osteoblasts. Indeed, the mineralized bone part was positively stained
with ARS dye and exhibited a linear dependence of stain intensity with duration of implantation.
Similar to H&E staining, AR dye had a larger area of staining at week 8 and showed the maximum at
a later stage of week 12, endorsing the time-dependent mineralization of BMSCs in bone parts of OC
scaffolds. Together with the negative AR staining results of controls at any time point post-implantation,
we afﬁrm bone regeneration in the bone part of the co-cultured OC scaffolds in vivo. Masson’s
trichrome staining was used to detect the presence of collagen in regenerated bone tissue. It could
reveal the presence of osteoids as blue stains in the sections of cell-seeded OC scaffolds when BMSCs
are differentiated into osteoblasts. The intensity of blue color at the sphere interfaces was much
inferior at 4 weeks, but intensiﬁed at 8 and 12 weeks. At week 8, the collagen deposition was higher in
larger scaffold pores but fewer where sphere–sphere bonding density was lower. At the later stages of
implantation, at 12 weeks, the entire sphere interfaces were uniformly stained with Masson’s trichrome,
with much higher intensity than week 4 and 8, which reveals the potential of co-cultured OC scaffolds
to regenerate bone in this region.
AB stain highlights the chondrocyte excreted GAGs in the cartilage part of implanted scaffolds
(Figure 13B). The AB blue staining intensity of the sample had a slight increment compared to the
control at week 4. However, both the control and sample had stable microsphere morphology as
observed for the bone part at the same time point. After 8 weeks, degradation of spheres and restoration
of cartilage was observed in the sample, compared to the control. The GAGs are expected to be secreted
from the newly formed chondrocytes. Though the density of lacuna was lesser, the available staining
area at the microsphere interface was considerably sufﬁcient to emphasis the presence of uniformly
regenerated cartilage tissue in the OC scaffolds. However, reduction in intensity of the AB-stained
cartilage part at week 12 might be due to the larger number of empty spaces created by partially
degraded microspheres in the scaffolds. The possibility of a deceleration in cartilage formation at
week 12 was ruled out by the existence of high density COL II deposition found at the same time,
from IF staining of COL II in Figure 12B. Thus, the histology results specify the efﬁcacy of co-cultured
OC scaffolds towards osteochondral tissue formation, which is conferred through the synergistic
effect of pre-differentiated BMSCs in the bone part and chondrocytes in the cartilage part. Using
PLGA microsphere-based scaffolds containing a continuous gradient in both material composition
(nHAP) and encapsulated growth factors, an in vivo study showed that scaffolds with gradients in
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both material composition and bioactive signals led to faster osteochondral regeneration, and resulted
in restoration of the overlying cartilage with quality integration between the cartilage and bone [61].

Figure 13. In vivo histological staining of bone (A) and cartilage (B) parts of co-cultured BMSCs and
chondrocytes in OC scaffolds. H&E, Alizarin red, and Masson’s trichrome stains of the bone part and
H&E and Alcian blue stains of the cartilage part are shown for the cell-seeded sample and the acellular
control 4, 8, and 12 weeks post-implantation in nude mice. Bar = 200 μm.

4. Conclusions
This osteochondral tissue engineering is an exciting research area that develops functional
strategies for the osteochondral-related clinical issues. In this study, PLGA-based osteochondral
scaffolds have been thoroughly investigated for its osteochondral re-modelling efﬁciency in vitro
and in vivo. Three types of scaffolds, i.e., V from PLGA microspheres, C from PLGA/nHAP
microspheres, and OC with a combination of PLGA and PLGA/nHAP microspheres, were fabricated
through heat sintering using microspheres of size 250–500 μm. TEM observations conﬁrmed the
uniform morphology of nHAP, while SEM revealed the smooth and rough morphology of PLGA
and PLGA/nHAP microspheres. Both FTIR and XRD data ensured the presence of nHAP in C and
OC scaffolds, while elemental analysis conﬁrmed ideal calcium–phosphate ratio of entrapped nHAP.
Loading of nHAP in PLGA/nHAP microspheres was estimated to be ~10% by TGA, whereas elemental
mapping portrayed the pre-designed arrangement of PLGA/nHAP and PLGA microspheres in OC
scaffolds. Mechanical testing of the scaffolds displayed maximum strength for V and minimum
for C while OC scaffolds had the value in between both. Live/Dead cell assays of V and C
scaffolds single-cultured with chondrocytes, and BMSCs showed similar cell attachment and viability,
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irrespective of scaffold type. Cell proliferation studies using BMSCs in OM pointed toward the possible
mineralization of BMSCs after two weeks of culture and thereby validated the BMSCs culture duration
in the bone part of OC scaffolds, prior to chondrocyte seeding. Morphology of pre-differentiated
BMSCs in the bone part of OC scaffolds was found unaltered even after co-culture, and based on
these results, calcium deposition in the mineralized bone part and GAGs-deposited cartilage part was
cross-conﬁrmed through AR staining/CPC treatment and AB staining, respectively. Co-cultured cells
in OC scaffolds were found to be viable through Live/Dead assays, while cells with round morphology
were observed from cytoskeletal F-actin staining. The presence of COL I/OCN in the bone part and
COL II in the cartilage part through IF staining showed the potential of OC scaffolds for biphasic
tissue development through co-culture. Most importantly, the positive IF staining and histology results
of the newly-formed tissues from the explanted constructs from nude mice endorsed the advantage
of hierarchically designed microsphere-based biphasic scaffolds towards effective regeneration of
osteochondral tissue.
We concluded that microsphere-based bi-phasic tissue development has a high potential in
osteochondral tissue repair. Further studies with graded nHAP concentration and barriers at the
bone–cartilage interface zones are promising towards effective remodeling of osteochondral defects in
a clinical scenario. Further modiﬁcations of the scaffold design with an osteo-conductive gradient in
a mechanically tuned bone part and hydrogel-based cartilage part may even have more impacts in the
regeneration potential of complex osteochondral defects in vivo.
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Abstract: Restenosis at a vascular anastomosis site is a major cause of graft failure and is difﬁcult
to prevent by conventional treatment. Perivascular drug delivery has advantages as drugs can
be diffused to tunica media and subintima while minimizing the direct effect on endothelium.
This in vivo study investigated the comparative effectiveness of paclitaxel, sirolimus, and sunitinib
using a perivascular biodegradable microneedle cuff. A total of 31 New Zealand white rabbits were
used. Rhodamine was used to visualize drug distribution (n = 3). Sirolimus- (n = 7), sunitinib- (n = 7),
and paclitaxel-loaded (n = 7) microneedle cuffs were placed at balloon-injured abdominal aortae and
compared to drug-free cuffs (n = 7). Basic histological structures were not affected by microneedle
devices, and vascular wall thickness of the device-only group was similar to that of normal artery.
Quantitative analysis revealed signiﬁcantly decreased neointima formation in all drug-treated groups
(p < 0.001). However, the tunica media layer of the paclitaxel-treated group was signiﬁcantly thinner
than that of other groups and also showed the highest apoptotic ratio (p < 0.001). Proliferating
cell nuclear antigen (PCNA)-positive cells were signiﬁcantly reduced in all drug-treated groups.
Sirolimus or sunitinib appeared to be more appropriate for microneedle devices capable of slow drug
release because vascular wall thickness was minimally affected.
Keywords: anastomosis; drug delivery; microneedle; restenosis; peripheral vascular disease

1. Introduction
Application of biodegradable polymers for medical purposes—such as drug delivery, nanoparticle
imaging technology, and soft tissue reconstruction—has been widely reported [1–4]. Recently, a lot of
polymeric devices such as ﬁlms/wraps, meshes, rings, or micro/nano particles were also introduced
for drug delivery to various cardiovascular lesions [5–10].
Cardiovascular disease is a major cause of death worldwide [11]. In particular, obstructive diseases
of small-sized vessels like myocardial infarction have the highest mortality rates among various
cardiovascular diseases [11]. Although continuous progress has been made, successful implementation
of non-surgical treatments such as balloon angioplasty and endovascular stenting remains challenging
due to restenosis derived from neointimal hyperplasia [12,13].
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When vascular endothelium is damaged by any cause, smooth muscle cells (SMCs) migrate
to an intima layer of the vessel and excessively proliferate, leading to neointimal hyperplasia [14].
Therefore, various attempts have been made to locally deliver anti-proliferative agents, such as
paclitaxel and sirolimus, via the use of drug-eluting stent (DES) or drug-eluting balloons [15–18].
Although promising-inhibitory effects on neointimal hyperplasia have been reported in various
preclinical and clinical studies, these methods are limited in enabling sustained, controlled drug
delivery to the tunica media layer, or as effectively as desired [19,20]. In addition, loss of vascular
patency due to late stent thrombosis or restenosis was reported in up to 20% of patients in long-term
follow-up studies on DES [12,13].
When restenosis and intimal hyperplasia cannot be limited by intraluminal therapy, arterial
replacement or bypass surgery is currently accepted as a general surgical treatment method [11].
However, the occurrence rate of restenosis due to neointimal hyperplasia at vascular anastomosis
sites is also relatively high in small-sized vessels less than 6 mm in diameter [11]. In several studies,
extraluminal drug delivery using a perivascular biodegradable material was reported to reduce the
recurrent rate [12,21]. Such an approach is advantageous as drugs can be diffused to not only the tunica
adventitia but also tunica media and subintima while minimizing the direct effect on endothelium [12].
To explore this advantage further, we developed a perivascular cuff containing an array of
microneedles (MN) that has been shown to drastically increase drug delivery efﬁciency compared with
devices without MN [20,22]. In addition, the device itself did not affect normal vascular structures
and demonstrated a capability to effectively inhibit neointima formation by delivering paclitaxel
to the vascular tissue layer [20]. However, thinning of the tunica media layer was observed in
paclitaxel-loading groups on histopathological examination.
In the present study, we thus aim to compare the effects other anti-proliferating drugs with
paclitaxel on inhibition of neointima formation as well as thinning of tunica media when delivered
through a MN cuff. Speciﬁcally, sirolimus is widely used in DES and has been shown to inhibit
neointimal hyperplasia effectively through cytostatic mechanisms while sunitinib malate salt (sunitinib)
was recently reported to show an inhibitory effect on neointimal hyperplasia. Therefore, these two
drugs were compared with paclitaxel.
2. Methods
2.1. MN Device Fabrication
The MN cuff was fabricated through the following steps, as previously reported: MN array
fabrication by thermal drawing, dip coating of drug onto MN end tips, and post-annealing for
cuff shape form (Figure 1) [20,22]. Brieﬂy, a biodegradable polymer ﬁlm of 100 μm thickness was
fabricated with poly(lactic-co-glycolic acid) (PLGA) 90/10 (Mw = 268,000, Samyang Biopharmaceuticals,
Gyeonggi-do, Korea). Subsequently, a 3 × 3 array of micro-pillars attached to a heating cartridge was
lowered toward the PLGA ﬁlm on a hot chuck. After making contact between the micro-pillars and
PLGA ﬁlm, the micro-pillar array was lifted up with an automatic micro-stage and this motion resulted
in thermal drawing of the heated PLGA. Detailed shapes of the MNs were adjusted by carefully
modulating pillar and ﬁlm temperature, drawing speeds, drawing steps, and drawing distance for
each step.
Paclitaxel, sirolimus, and sunitinib (P9600, R5000 and S-8803, LC Laboratories, Woburn, MA, USA)
were used as anti-proliferative drugs in this study (Figure 2A,B). The drug formulations for sustained
perivascular drug delivery were mixed at a 3:1:0.33 weight ratio of DMSO, PLGA50/50 (PDLG5010,
PURAC, Gorinchem, The Netherlands), and anti-proliferative drug. As previously reported, 1.2 μg of
each drug was loaded into MN end tips by dip coating with the drug formulations [23]. Then MN
devices were annealed in a stainless cylinder 3 mm in diameter to form a cuff shape.
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Figure 1. (A) A schematic diagram of microneedle cuff fabrication; (B) A SEM image of microneedle cuff
(the scale bar indicates 500 μm); (C) A Microscopic image of an abdominal aorta with the microneedle
insertion. The asterisk indicates the insertion mark by the microneedle cuff device (hematoxylin and
eosin staining; the scale bar indicates 500 μm).

Figure 2. (A) A schematic view of microneedle device installation on an artery post induction of
neointimal hyperplasia; (B) Cross-sectional view of the device installed on the artery and scheme of
small box); each experimental group; (C) Balloon injury before MN device installation (black arrow:
saline-inﬂated balloon); (D) MN device (yellow arrow) over the abdominal aorta; (E) Tightly-ﬁxed MN
device with Tygon tube and silks.
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2.2. Animal Experiment
A total of 31 healthy male New Zealand white rabbits weighing 3.3 ± 0.2 kg (range: 2.9–3.6 kg)
were used in the present study. Animal care and experimental procedures were conducted in
accordance with the guidelines approved by the Institutional Animal Care and Use Committee
(IACUC) at Yonsei University Health System, Seoul, Korea (IACUC approval No. 2015-0020, 2015).
The following experimental groups were compared in terms of the delivery effectiveness and the
anti-neointimal formation effect of each drug after arterial balloon injury: rhodamine group (n = 3),
fresh artery + rhodamine B-loaded MN device; I + D group (n = 7), balloon injury + MN device only;
I + Sir group (n = 7), balloon injury + sirolimus-loaded MN device; I + Sun group (n = 7), balloon
injury + sunitinib-loaded MN device; and I + Ptx group (n = 7), balloon injury + paclitaxel-loaded MN
device. Samples of normal aorta were obtained from three New Zealand white rabbits used in tracheal
transplantation-associated research, which was unrelated to vascular pathology (IACUC approval
No. 2014-0172-2, 2014).
Each animal was intramuscularly injected with 5 mg/kg of xylazine and 15 mg/kg of Zoletil®
every 15 min as a premedication. After intubation with a 3.0 or 3.5 mm endotracheal tube, 1.5%–2.0%
isoﬂurane was used to maintain inhalation anesthesia. All the animals received crystalloid solution
(10 mL/kg/h) throughout the surgical procedure.
After each animal was anesthetized, an abdominal midline incision was performed. The bowel
was retracted to expose the abdominal aorta, and blunt dissection was performed to separate
surrounding connective tissue. Then the right inguinal area was incised to expose the right femoral
artery. Heparin (100 U/kg) was administered intravenously. A 3-Fr Fogarty embolectomy catheter
was inserted through the right femoral artery and positioned in the abdominal aorta. The abdominal
aorta was de-endothelialized with three passes of a balloon inﬂated with 0.05 ml saline (Figure 2C).
The MN device was then positioned and ﬁxed with a Tygon® tube and three 4–0 silks (Figure 2D,E).
After removing the balloon catheter, the right femoral artery was ligated, and the abdominal cavity,
subcutaneous tissue, and skin were closed with general procedures. As analgesic, 1 mg/kg of ketolorac
tromethamine was administered intramuscularly, two times per day for one week. For antibiotics,
5 mg/kg of enroﬂoxacin was administered subcutaneously, two times per day for one week. Aspirin
(10 mg/kg) was administered orally once per day for one week.
2.3. Fluorescent Microscopic Analysis
To visualize post-delivery drug distribution within vascular tissue, a ﬂuorescent model drug,
rhodamine B, was used for a two-week in vivo study. For sampling, the animal was induced into
anesthesia using the same method as described above, and 100 U/kg of heparin was administered
intravenously. Vascular clamps were applied at the cranial and caudal portions of the artery around
the device location. After collecting samples by en-bloc resection, animals were euthanized by bolus
injection of high-dose KCl.
The collected samples were trimmed to appropriate sizes after removing the MN devices.
They were then put into molds, embedded into optimal cutting temperature (OCT) compound, frozen
in a −80 ◦ C deep freezer, and ﬁnally cryosectioned to 5-μm thickness. Fluorescent images were taken
using a computer-assisted image analysis program (DP Controller, Olympus), with exposure time
maintained as 0.6 seconds at ISO 100. Under the same conditions, ﬂuorescent images of normal vessels
were taken as a reference control.
2.4. Histopathological Examinations
For histopathological analysis, animals were euthanized in the same method described above,
and samples were collected. Each sample was processed using standard methods and embedded in
parafﬁn, then sectioned to 4-μm thickness and stained.
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Hematoxylin (Sigma-Aldrich, St. Louis, MO, USA) and eosin (BBC Biochemical, Mt Vernon, WA,
USA) staining was used to identify basic pathological changes such as vessel wall thickness, narrowing
of vessel lumen, and neointimal formation. Movat’s pentachrome staining (Movat pentachrome stain
kit, Empire Genomics, Buffalo, NY, USA) was used to identify detailed vessel components.
For immunohistochemistry, the sections were deparafﬁnized using standard protocols,
and antigen retrieval was performed with proteinase K. Then, sections were incubated for 10 min in 3%
hydrogen peroxide (Duksan Hydrogen peroxide 3059, Gyeonggi-do, Korea) to inactivate endogenous
peroxidase, and blocked by incubating for 1 h in 5% bovine serum albumin. Subsequently, the sections
were labelled with the mouse anti-PCNA antibody (AbD Serotec, MCA1558). The antibody-labelled
sections were then incubated with Dako EnVision+ System-HRP-labelled polymer antimouse kit
solution (Dako4001, Denmark). DAP (K-3468, Dako, Glostrup, Denmark) staining was performed
for 3 min at room temperature for tissue visualization. Sections were then counterstained with
hematoxylin. Microscopic assessment was conducted by an independent pathologist (from a different
institution) who was blinded to the treatment allocation.
Quantitative analysis was performed using Image J software (National Institutes of Health,
Bethesda, MD, USA). A layer inside the internal elastic lamina was measured as the area of the
neointima, and another layer between the internal and external elastic lamina was measured as
the area of the tunica media. The extent of stenosis was determined as follows: % neointimal
formation = neointimal area × 100/(neointimal + luminal area). The average tunica media thickness
from eight sites in each vessel was compared.
2.5. TUNEL (Terminal Deoxynucleotidyl Transferase dUTP Nick end Labeling) Assay
To compare the percentage of apoptotic vascular SMCs in the tunica media, TUNEL
immunohistochemical staining (In Situ Cell Death Detection kit, Roche, Mannheim, Germany) was
performed, and nuclear fast red staining was performed as counterstaining. Microscopic images at
400× magniﬁcation from eight sites of each vessel were used for apoptotic cell counting. Apoptotic
ratio (%) was calculated as the ratio of apoptotic nuclei to total cell nuclei.
2.6. Statistical Analysis
All data are expressed as mean ± standard deviation. Statistical analyses were performed
using GraphPad Prism 5.0 software (GraphPad Software, Inc., San Diego, CA, USA). Normal data
distribution was determined using Shapiro-Wilk test. One-way ANOVA and post hoc Bonferroni tests
were used to compare mean tunica media thickness, TUNEL-positive cells, and PCNA-positive cells
between groups. Kruskal-Wallis test and Mann Whitney test were applied for testing overall/pair-wise
group mean differences in other quantitative analysis results between groups. A p-value < 0.05 was
considered statistically signiﬁcant.
3. Results
3.1. Drug Distribution in Vascular Tissue by MN Device
Fluorescent imaging of tissue sections conﬁrmed rhodamine B was distributed almost in the entire
vascular tissue. Fluorescence signal of rhodamine was detected in not only tunica adventitia, but also
tunica media layer and subintima (Figure 3).
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Figure 3. Fluorescent images of drug distribution. Compared to that in normal abdominal aorta (B),
well-distributed rhodamine B delivered by the MN device is shown as red color in vascular tissue (D).
(A) A light microscopic image of normal abdominal aorta; (B) A ﬂuorescent image of normal abdominal
aorta; (C) A light microscopic image of rhodamine B-delivered abdominal aorta; (D) A ﬂuorescent
image of rhodamine B-delivered abdominal aorta. The bar indicates 500 μm in all micrographs.

3.2. Quantitative Analysis
The quantitative analysis results are presented in Table 1 and Figure 4. The neointimal area
was signiﬁcantly decreased in all drug treated groups (Figure 4A). The measured area of the tunica
media showed no statistical difference between groups (Figure 4B). The measured area of the vessel
lumen of sirolimus- (I + Sir) or sunitinib- (I + Sun) treated group did not statistically differ from
the area of normal vessel or drug-free (I + D) group (Figure 4C). However, the paclitaxel- (I + Ptx)
treated group showed signiﬁcant dilatation compared to both the normal vessel and the groups
treated with other anti-proliferative drugs. Neointimal formation (%) was signiﬁcantly decreased
in all drug-loaded groups with no statistical signiﬁcance between drug-treated groups (Figure 4D).
The ratio of tunica media area to neointimal area was also signiﬁcantly decreased in all drug-loaded
groups (Figure 4E). The measured thickness of the tunica media layer of normal vessel, I + D group,
I + Sir group, and I + Sun group showed no statistical difference between the groups (Figure 4F).
However, tunica media thickness in the I + Ptx group was signiﬁcantly thinner than other groups.
Table 1. Summary of quantitative analysis results. The measured neointimal area and % of
neointimal formation were signiﬁcantly decreased in all drug-treated groups. However, the tunica
media layer of the paclitaxel-treated group was signiﬁcantly thinner than that of other groups and
also showed the highest apoptotic ratio (I + D: balloon injury + MN device only group; I + Sir:
balloon injury + sirolimus-loaded group; I + Sun: balloon injury + sunitinib-loaded group; balloon
injury + paclitaxel-loaded group; -: not assessed; *** p < 0.001 when compared with other groups;
** p < 0.01 when compared with I + Ptx group; * p < 0.05 when compared with I + D group; †† p < 0.01
when compared with I + Sir group and I + Sun group).
Parameters

Normal artery

I+D

I + Sir

I + Sun

I + Ptx

Neointimal area (mm2 )
Tunica media area (mm2 )
Luminal area (mm2 )
Neointimal formation (%)
Neointimal area/tunica media area (%)
Tunica media thickness (mm)
PCNA-positive cells (%)
TUNEL-positive cells (%)

1.67 ± 0.31
0.20 ± 0.05
3.03 ± 1.37
6.58 ± 2.27 ***

0.56 ± 0.13 ***
1.09 ± 0.18
1.05 ± 0.64
33.59 ± 19.85 ***
52.57 ± 13.92 ***
0.18 ± 0.04
70.82 ± 5.11 ***
38.33 ± 3.30

0.14 ± 0.08
1.24 ± 0.31
1.94 ± 0.59
7.42 ± 5.59
11.26 ± 6.80 **
0.19 ± 0.05
33.59 ± 7.26
37.99 ± 8.78

0.15 ± 0.04
1.23 ± 0.37
1.42 ± 0.47
9.02 ± 4.08
12.86 ± 4.07 **
0.17 ± 0.04
32.59 ± 2.49
34.71 ± 4.48

0.26 ± 0.10
0.82 ± 0.23
4.90 ± 0.90 ***
4.70 ± 2.31
33.43 ± 11.62 *
0.07 ± 0.02 ***
14.82 ± 0.46 ††
85.60 ± 7.14 ***
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Figure 4. Quantitative analysis of neointimal area (A); tunica media area (B); luminal area (C);
neointimal formation (D); ratios of neointima and tunica media area (E); and tunica media layer
thickness (F). * p < 0.05 when compared with I + D group, ** p < 0.01 when compared with I + Ptx group,
*** p < 0.001 when compared with other groups, ns = no signiﬁcant difference.

3.3. Histopathological Findings
In the I + D group, excessive formation of neointima was apparent in all animals (Figure 5A,E).
Under high magniﬁcation, the neointima showed typical vascular scar tissue comprised of abundant
SMCs of reddish-purple color and collagenous matrix of blue color on Movat’s pentachrome staining
(Figure 6A). In addition, some breakdown of the elastic lamina was observed at the tunica media layer
(Figure 6A).
The I + Sir group (Figure 5B,F) and I + Sun group (Figure 5C,G) showed similar histological
features. They displayed limited formation of neointima compared to the I + D group, and neointima
consisting of few SMCs and bluish collagen matrix was revealed with pentachrome stain (Figure 6B,C).
Abundant SMCs and elastic lamina were also observed at the tunica media layer in both groups
(Figure 6B,C).
In the I + Ptx group, a lesser degree of neointima formation was observed compared to the
I + D group (Figure 5D,H). However, the tunica media layer was distinctively thinner (Figure 6D).
It appeared mostly blue in color on pentachrome staining, because the cellularity of the tunica media
layer was significantly lower and thus the staining was predominantly of the collagen matrix (Figure 6D).

Figure 5. Low magniﬁcation images at four weeks after MN device installation. Note that distinctively
thin tunica media layers with vascular dilatation were observed in the paclitaxel-treated group (D,H).
(A,E) I + D group (animal No. 4); (B,F) I + Sir group (animal No. 11); (C,G) I + Sun group (animal
No. 12); (D,H) I + Ptx group (animal No. 17). ((A–D): hematoxylin and eosin staining, (E–H): Movat’s
pentachrome staining; the bar indicates 500 μm in all micrographs).
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Figure 6. High magniﬁcation images at four weeks after MN device installation (Movat’s pentachrome
staining; the bar indicates 50 μm in all micrographs). All drug-treated groups (B–D) displayed limited
formation of neointima compared to the device-only group (A). The smooth muscle cells were rarely
seen in the paclitaxel-treated group (D). (A) I + D group (animal No. 7); (B) I + Sir group (animal No. 8);
(C) I + Sun group (animal No. 13); (D) I + Ptx group (animal No. 16).

When compared to normal vessel, the ratio of PCNA-positive cells in all MN device groups was
statistically signiﬁcantly higher (p < 0.001) (Figure 7). However, the ratio of PCNA-positive cells of all
drug-treated groups were signiﬁcantly lower than those of the I + D group (p < 0.001). In addition,
the I + Sun group and I + Sir group did not statistically differ, but I + Ptx group was signiﬁcantly lower
than both groups (p < 0.01).

Figure 7. Anti-PCNA immunohistochemical results at four weeks after MN device installation.
PCNA-positive cells were signiﬁcantly reduced in all drug-treated groups. (A) A graph of the ratios
of PCNA-positive cells to all nucleated cells. ** p < 0.01 when compared with I + Sir group and
I + Sun group. *** p < 0.001 when compared with other groups, ns = no signiﬁcant difference; (B) normal
abdominal aorta; (C) I + D group (animal No. 5); (D) I + Sir group (animal No. 9); (E) I + Sun group
(animal No. 13); (F) I + Ptx group (animal No. 16). The bar indicates 50 μm in all micrographs.
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3.4. Apoptosis of Vascular Smooth Muscle Cells
When compared to a normal vessel, the apoptotic ratio in all MN device groups was statistically
signiﬁcantly higher (p < 0.001) (Figure 8). About 85% SMCs in the I + Ptx group displayed apoptosis,
and the apoptotic nuclei ratio was signiﬁcantly higher (p < 0.001) compared to all other groups.
The I + Sir group, I + Sun group, and I+D group did not statistically differ.

Figure 8. TUNEL staining results at four weeks after MN device installation. The paclitaxel-treated
group (F) showed the highest apoptotic ratio. (A) A graph of apoptotic ratio (%). *** p < 0.001 when
compared with other groups, ns = no signiﬁcant difference; (B) normal abdominal aorta; (C) I + D group
(animal No. 7); (D) I + Sir group (animal No. 10); (E) I + Sun group (animal No. 15); (F) I + Ptx group
(animal No. 17). The bar indicates 50 μm in all micrographs.

4. Discussion
In this study, the effectiveness of an MN-based drug delivery system was demonstrated by
showing its inhibitory effect on neointimal formation in balloon-injured arteries using paclitaxel-,
sirolimus-, and sunitinib-loaded MN device.
Perivascular wraps fabricated from a biodegradable polymer such as poly(ε-caprolactone) (PCL)
or PLGA have been introduced as a form of extraluminal drug-delivery device [24,25]. As mentioned
above, one of the advantages of an extraluminal device is that the drug not only remains at the tunica
externa layer but also gradually diffuses to the tunica media and subintima [12]. However, despite
several successful reports in animal studies, application to human clinical trials has been relatively
slow thus far, and related reports are lacking [12]. In addition, due to the possibility of drug loss to the
non-contacted part of the vessel, delivering the desired amount of drug to the blood vessel wall remains
a challenge [20]. To increase the efﬁcacy of drug delivery, an intraluminal device employing a needle
for the direct injection of drug into the adventitia has also been introduced [26]. However, this method
is inappropriate for sustained delivery and still has the disadvantage of possible damage to vascular
endothelium [12]. The perivascular MN device used in this study enables sustained delivery for a few
weeks to months, with local drug delivery directly to the vascular tissue and high delivery efﬁciency.
We previously performed an animal study of the MN device using paclitaxel as a model drug [20].
Although neointimal formation was effectively inhibited, more than 90% of SMCs were identiﬁed as
112

Polymers 2017, 9, 56

TUNEL-positive cells in an additional apoptosis study, as was similarly reproduced in the present
study. Unlike sirolimus, paclitaxel is known to induce apoptosis of SMCs in S phase and G2/M phase
in injured arteries [27]. The higher percentage of apoptotic cells observed with paclitaxel than with
the other drugs in the present study is thought to be due to this mechanism. The very high ratio of
TUNEL-positive cells is ascribed to the sustained drug release from the device. In addition, apoptosis
induced by paclitaxel could have occurred in other cells related to the vascular remodeling such as
ﬁbroblasts in the tunica adventitia. Therefore, it is likely that an abnormal remodeling process after
balloon injury contributed to the thinning of the arterial wall observed in this study.
Sirolimus is also a widely-used drug for the prevention of restenosis. A number of studies have
reported different effects on the vessel due to different mechanisms of action between sirolimus and
paclitaxel [27–30]. Pires et al. reported that high-dose paclitaxel increased the number of apoptotic
cells and decreased SMCs and collagen content of the tunica media, while the arteries were not
signiﬁcantly affected by sirolimus treatment [29]. In addition, according to the study of Parry et al.,
the perivascular application of both drugs to the rat carotid artery injury model led to effective
inhibition of neointimal hyperplasia; however, paclitaxel induced apoptotic cell death while sirolimus
mainly inhibited neointimal formation by a cytostatic mechanism [27]. These results are consistent with
our observation of a lower ratio of apoptotic cells in the sirolimus group than in the paclitaxel group.
There is some evidence that platelet-derived growth factor (PDGF) is associated with SMCs
migration and proliferation during neointimal formation after vascular injury [31,32]. According
to Ferns et al., expression of PDGF and PDGF receptors was upregulated upon vessel injury, and a
polyclonal antibody to PDGF showed an inhibitory effect on neointimal hyperplasia in balloon-injured
artery [32]. PDGF receptor tyrosine kinase inhibitors such as imatinib also showed an inhibitory
effect on neointimal hyperplasia [33,34]. Sunitinib is a multi-target inhibitor of receptor tyrosine
kinases including vascular endothelial growth factor (VEGF) receptor and PDGF receptor subtypes,
so it could be a potential drug candidate for inhibition of neointimal hyperplasia [35,36]. Recently,
Ishii et al. reported that orally administered sunitinib signiﬁcantly inhibited neointimal hyperplasia in
balloon-injured rat carotid artery by reducing cell proliferation [36]. Sanders et al. introduced a PLGA
perivascular bilayer wrap device for which sunitinib was used as a model drug [35]. They conﬁrmed
that high amounts of the drug remained in the vascular segment for up to four weeks using a porcine
model [35]. In our study, sunitinib also showed a similar inhibitory effect on neointimal formation
to the other tested drugs. Similar to sirolimus-treated group, the PCNA-positive cell level of the
sunitinib group was lower than I + D group. In addition, apoptotic ratio was lower than that of the
paclitaxel groups and similar to that of the MN device-only group. For these reasons, local delivery of
sunitinib appears promising for prevention of neointimal hyperplasia in various vascular obstructive
diseases. In particular, since VEGF is also known to be involved in neointimal formation at the surgical
anastomosis site of the vessel [35], sunitinib is expected to be more effective for prevention of restenosis
after vascular anastomosis, such as coronary artery bypass grafting.
The relatively high ratio of apoptotic cells observed in the I + D group is another important
discussion point. According to the study of Roque et al., the ratio of apoptotic cells increased until the
ﬁrst week after balloon injury [37]. However, apoptotic cells gradually decreased and were rarely seen
in the vessel by the fourth week [37]. The ﬁrst possible reason for this discrepancy is the possibility of
overestimation of apoptotic cells in the present study. Generally, it is accepted that TUNEL positivity
is not synonymous with apoptosis [38]. The TUNEL assay can stain pre-apoptotic cells that may not
proceed to apoptosis and do not have apoptotic morphology [38]. The staining pattern and nuclear
morphology in other groups was quite different from the apoptotic nuclei in the paclitaxel group,
which were believed to be certain apoptotic cells. Therefore, it is possible that TUNEL-positive results
in other groups might have included pre-apoptotic cells. In particular, the ﬁnding of few differences
in wall thickness and structures between the device-introduced artery and a normal artery could be
evidence for this hypothesis. As another possible reason, the relatively rigid base of the device and
outer Tygon tube were likely to have negative effects on the vessel. Continuous shear stress to the
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blood vessel wall has been reported to induce arterial dilatation [39]. However, whether mechanical
stress from the device is directly related to cell apoptosis cannot be determined with this study design.
Further comparison study using a ﬂexible microneedle device is required.
In conclusion, this study demonstrated effective drug delivery by a perivascular MN device.
Inhibitory effects of neointimal formation by paclitaxel, sirolimus, and sunitinib were also identiﬁed.
However, considering its capability for slow drug release, sirolimus and sunitinib appear to be more
appropriate drugs for this device because they showed effective suppression of neointima formation
with lower effect on the vascular wall thickness. An assessment of long-term safety study is planned
for a follow-up study.
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Abstract: Samples of polymer polyethylene terephthalate were exposed to a weakly ionized gaseous
plasma to modify the polymer surface properties for better cell cultivation. The gases used for
treatment were sulfur dioxide and oxygen of various partial pressures. Plasma was created by an
electrodeless radio frequency discharge at a total pressure of 60 Pa. X-ray photoelectron spectroscopy
showed weak functionalization of the samples’ surfaces with the sulfur, with a concentration around
2.5 at %, whereas the oxygen concentration remained at the level of untreated samples, except when
the gas mixture with oxygen concentration above 90% was used. Atomic force microscopy revealed
highly altered morphology of plasma-treated samples; however, at high oxygen partial pressures
this morphology vanished. The samples were then incubated with human umbilical vein endothelial
cells. Biological tests to determine endothelialization and possible toxicity of the plasma-treated
polyethylene terephthalate samples were performed. Cell metabolic activity (MTT) and in vitro toxic
effects of unknown compounds (TOX) were assayed to determine the biocompatibility of the treated
substrates. The biocompatibility demonstrated a well-pronounced maximum versus gas composition
which correlated well with development of the surface morphology.
Keywords: polymer; polyethylene terephthalate (PET); SO2 plasma treatment; surface modiﬁcation;
wettability; X-ray photoelectron spectroscopy (XPS); atomic force microscopy (AFM); human
umbilical endothelial cell (HUVEC) proliferation; MTT; toxicity; scanning electron microscopy (SEM)

1. Introduction
Polymer materials often require surface modiﬁcation to achieve the best results in particular
applications [1–7]. Different methods can be used for modiﬁcation of the polymer surface properties,
including chemical treatments, irradiation with photons, irradiation with ion or electron beams and
treatment by gaseous plasmas created by electric discharges (corona, dielectric barrier discharge,
glow discharge, etc.). Among all of these methods, plasma treatments remain the most prominent
techniques for surface modiﬁcation [8–14]. By appropriate selection of the type of discharge, treatment
conditions, and working gases, it is possible to graft different surface functional groups, to change
surface morphology, and even to create nanostructures on the treated surface. This way the surface
wettability can be changed from superhydrophilic to superhydrophobic ﬁnishes [15].
In biomedical applications, and many others like surface cleaning, sterilization, improving surface
wettability, and adhesive properties, the best results are most commonly achieved by the use of
oxygen-containing plasma. Especially in biomedical applications, oxygen plasma was found to
Polymers 2017, 9, 82
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improve hemocompatibility of polymer grafts by making the polymer surface antithrombogenic
because of reduced platelet adhesion [16]. Furthermore, oxygen plasma also improves cell adhesion
and proliferation [17,18]. Therefore, oxygen plasma is a good alternative to the other methods used to
make surface antithrombogenic, such as chemical grafting or various coatings like gelatin, heparin,
fucoidan, etc. [19,20].
It has been demonstrated that sulfonic functional groups can also act in the antithrombogenic
manner [21,22]. Commonly, such surface ﬁnish was accomplished by chemical synthesis of polymers
containing sulfonic groups or by using special sulfated coatings like fucoidan [23–25]. In only a few
attempts the SO2 plasma treatment was utilized as an alternative technique. Yet, biocompatibility
tests of oxidized sulfur groups revealed some contradictory results. Some authors have observed
increased platelet activation (i.e., increased surface thrombogenic effect) [26,27], whereas the others
have reported on decreased platelet adhesion and activation (i.e., increased surface anti-thrombogenic
effect) [21,22,28]. Despite the scarce literature, it appears that SO2 plasma-treated surfaces do not
always display the most optimal antithrombogenic properties, as the best results were obtained for
sulfonated surfaces prepared by chemical synthesis.
Indeed, very few papers were published regarding investigated cell adhesion on polymer surfaces
treated with SO2 plasma. The ﬁrst report was provided by Klee et al. [29], who studied adhesion
of human umbilical vein endothelial cells (HUVEC), as well as ﬁbronectin adsorption to medical
grade polyvinyl chloride treated with SO2 plasma. They observed better ﬁbrinogen adsorption on SO2
plasma-treated surface. Cell proliferation was in direct correlation with the ﬁbronectin adsorption. [29].
Another reason for good cell proliferation was also a water contact angle of 67◦ presenting moderate
hydrophilicity of the surface which is regarded as optimal for cell proliferation [30]. In another paper
Wang et al. investigated the adhesion of dog vascular smooth muscle cells to SO2 plasma-treated
polybutylene succinate surface and again found improved cell adhesion and growth on plasma-treated
surface compared to the untreated one [31]. Likewise, Gugala was investigating the proliferation of rat
osteoblast cells grown on polylactide surface treated with plasma containing SO2 /H2 mixture [32].
In his study, SO2 /H2 plasma treatment proved to negatively affect the cell growth. These rare results
require further research of biocompatibility properties of surfaces with grafted oxidized sulfur groups.
More studies exis regarding the determination of chemical properties of SO2 plasma-treated
surfaces. SO2 plasma was used for surface modiﬁcation of different materials including polyethylene
(PE) [26,27,33], polyethylene terephthalate (PET) [33], polymethyl methacrylate [34], polyvinylchloride
(PVC) [29], polytetraﬂuoroethylene (PTFE) [35], polypropylene (PP) [33,36], polyesterpoly-uretane [36],
heptylamine [37], octadiene [37], clay (laponite) [38], and highly-oriented pyrolytic graphite
(HOPG) [36]. In these studies even the polytetraﬂuoroethylene (PTFE), which is quite difﬁcult to
activate by plasma, showed promising results [35]. Among the papers reporting results on SO2 plasma
treatment, it is worth mentioning the works performed by Holländer et al. [33], Siow et al. [37], and
Fatyeyeva et al. [38].
Fatyeyeva et al. [38] have studied the inﬂuence of discharge parameters (plasma power, gas
ﬂow rate, and treatment time) on kinetics of grafting sulfur moieties onto the treated clay surface.
They found that increasing the gas ﬂow leads to a signiﬁcant decrease of sulfur content on the substrate
surfaces; however, the sulfur content increased by increasing power and treatment time. Siow et al. [37]
performed a detailed XPS characterization of plasma-treated heptylamine and 1,7-octadiene polymers
and their post-treatment aging. They reported on groups with a higher oxidation state to be more
inﬂuenced by aging in air. Holländer et al. [33] has compared treatment of polymers in pure SO2
plasma with those treated in a mixture of SO2 with oxygen and hydrogen. They found formation of
highly oxidized sulfur groups in SO2 + O2 mixture, whereas in SO2 + H2 mixture sulﬁdes prevailed.
In pure SO2 plasma, both sulﬁdes and highly-oxidized groups were observed. The effects of treatment
conditions (discharge power and gas ﬂow rate) were studied as well. At higher powers and ﬂow rates
more sulfur was detected on the surface. Furthermore, low plasma power lead to producing more
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sulfur in a low oxidation state, whereas a high ﬂow of SO2 and a high power favored the formation of
highly-oxidized species.
Although there are discrepancies between different reports it can be summarized that SO2 plasma
causes functionalization of polymers with sulfur groups, preferentially in the form of sulﬁtes, however,
the inﬂuence of such surface ﬁnish on proliferation of biological cells is still not understood well. In this
study we systematically investigated the inﬂuence of SO2 plasma, as well as SO2 /O2 mixtures on PET
surface modiﬁcation. PET is a material commonly used for artiﬁcial body implants like vascular grafts.
To make PET surface biocompatible it should exhibit good endothelialization. The ﬁnal goal was thus
to create a biocompatible surface using the mixture of SO2 /O2 . To the best of our knowledge, no other
group has done such work. SO2 plasma was chosen to mimic heparin, which is a commonly used
coating on commercial vascular grafts for improving biocompatibility. Therefore, surface chemistry,
morphology, and wettability of plasma-treated PET surfaces, as well as cell adhesion and surface
toxicity were investigated.
2. Materials and Methods
2.1. Plasma Treatment
Biaxially-oriented polyethylene terephthalate (PET) from Goodfellow Ltd. (Huntingdon, UK) was
used as the substrate. The polymer foil with a thickness of 0.125 mm was cut to small square pieces with
a size of 1 × 1 cm2 . The samples were treated in a quartz-glass discharge tube presented schematically
in Figure 1. The tube was 80 cm long and 4 cm in diameter. The discharge tube was pumped with
a rotary pump operating at a nominal pumping speed of 80 m3 h–1 . The base pressure was below
1 Pa. A mixture of SO2 + O2 was leaked to the experimental system on the other side as shown in
Figure 1. The total pressure was set to 60 Pa where a maximum dissociation occurred, as measured
by a catalytic probe. The ratio of SO2 /O2 was varied. The purity of gases (which were supplied by
Messer, Bad Soden, Germany) was 99.999 vol % and 99.98 vol % for O2 and SO2 , respectively. A coil of
six turns was mounted in the center of the Pyrex tube as shown in Figure 1. Plasma was created by a
radio frequency (RF) generator coupled to the coil via a matching network. The generator operated at
the standard frequency of 13.56 MHz and its nominal power was set to 150 W. Under such discharge
conditions the plasma was sustained in the E-mode. Samples were treated in plasma for 30 s to allow
for surface saturation. After the treatments they were characterized using atomic force microscopy
(AFM), X-ray photoelectron spectroscopy (XPS), and water contact angle measurements (WCA).

Figure 1. Schematic diagram of the experimental system.

2.2. Plasma Characterisation
Plasma was characterized using optical emission spectroscopy (OES) [39–41]. OES measurements
were performed in a quartz tube with a 16-bit Avantes AvaSpec 3648 ﬁber optic spectrometer (Avantes
Inc., Louisville, CO, USA). A nominal spectral resolution was 0.8 nm and spectra were recorded in
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the range from 200 to 1100 nm. The combined deuterium tungsten reference light source was used to
determine the spectral response of the spectrometer. The measured OES spectra were calibrated with
this spectral response. The integration time used to record OES spectra was 2 s.
2.3. Atomic Force Microscopy (AFM) Measurements
An AFM (Solver PRO, NT-MDT, Moscow, Russia) was used to characterize the topology
of the samples. All measurements were performed in tapping mode using ATEC-NC-20 tips
(Nano and More GmbH, Limerick, Ireland) with a resonance frequency of 210–490 kHz and force
constant of 12–110 Nm−1 . The surface roughness was calculated from AFM images taken over an
area of 2 × 2 μm2 and 5 × 5 μm2 using the program Spip 5.1.3 (Image Metrology A/S, Hørsholm,
Denmark). Surface roughness was expressed in terms of average roughness (Ra).
2.4. Characterisation by X-Ray Photoelectron Spectroscopy (XPS)
XPS characterization of polymer samples was performed to determine their chemical composition
after plasma treatment using an XPS (a model TFA XPS Physical Electronics, Chanhassen, MN, US).
The samples were excited with monochromatic Al Kα1,2 radiation at 1486.6 eV over an area with a
diameter of 400 μm. Photoelectrons were detected with a hemispherical analyzer positioned at an
angle of 45◦ with respect to the normal of the sample surface. XPS survey spectra were measured at a
pass-energy of 187 eV using an energy step of 0.4 eV, whereas high-resolution spectra were measured
at a pass-energy of 23.5 eV using an energy step of 0.1 eV. An additional electron gun was used for
surface neutralization during XPS measurements. All spectra were referenced to the main C1s peak of
the carbon atoms, which was assigned a value of 284.8 eV. The measured spectra were analyzed using
MultiPak v8.1c software (Ulvac-Phi Inc., Kanagawa, Japan, 2006) from Physical Electronics, which was
supplied with the spectrometer.
2.5. Contact Angle Measurements
The surface wettability was measured immediately after plasma treatment by determining the
water contact angle (WCA) with a demineralized water droplet of volume 2 μL. Contact angles
were measured by See System (Advex Instruments, Brno, Czech Republic). For each sample, ﬁve
measurements were taken to minimize the statistical error. The contact angles were determined by the
software supplied by the producer.
2.6. Cell Adhesion and Morphology Studies
Human umbilical endothelial cells (HUVEC; purchased from ATCC, Manassas, VA, USA) were
cultured in a minimum essential medium (MEM; Sigma-Aldrich, Taufkirchen, Germany) supplemented
with 10% fetal bovine serum (FBS; Sigma-Aldrich, Taufkirchen, Germany), 100 U penicillin, 1000 U
streptomycin, 2 mM L-glutamine, and plated at density of 3000 cells/cm2 . For the investigation of cell
adhesion and morphology, the cells were seeded at a density of 2 × 104 cells in 100 μL drop of medium
on the upper side of the polymers (concentration: 2.55 × 104 cells/cm2 ) and left for 1, 2, 3, 5, and 24 h
to attach at 37 ◦ C in a humidiﬁed atmosphere of 5% CO2 . Cells were seeded onto modiﬁed polymer in
duplicates for each time and plasma treatment condition.
Cell adhesion and morphology was assessed after 24 h of incubation (time allowed for cells to
ﬁrmly attach on the surface) by scanning electron microscopy (SEM). Brieﬂy, the polymer samples
with the attached cells were ﬁxed in 2% glutaraldehyde (Sigma-Aldrich, Taufkirchen, Germany) in
phosphate-buffered solution for 5 min, followed by dehydration through an increasing gradient of
ethanol and then vacuum dried by the critical point method. Finally, the samples were covered by a
thin layer of gold and analyzed by SEM. For gold evaporation a PECS instrument (Model 682) from
Gatan GmbH (München, Germany) was used. SEM analyses were performed using a JEOL JSM-840
Scanning Electron Microscope (JEOL, Tokyo, Japan).
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2.6.1. MTT (3-(4,5-dimethylthiazol-2-yl)-2,5-diphenyltetrazolium bromide) Assay
HUVECs were seeded and cultured in the same manner as for the cell adhesion and morphology
investigation by SEM. The MTT-related colorimetric assay (EZ4U; Biomedica, Wien, Austria) was used
to determine cell growth and viability, according to the manufacturer's instructions. The method
is based on the fact that living cells are capable of reducing less-colored tetrazolium salts into
intensely-colored formazan derivatives. This reduction process requires functional mitochondria,
which are inactivated within a few minutes after cell death. Brieﬂy, after 1, 2, 3, 5, and 24 h of HUVEC
cell incubation on the differently modiﬁed polymer surfaces the medium was removed and the polymer
samples were rinsed with phosphate buffer saline to remove for all non-attached cells. Then 200 μL
of fresh Hanks’ Balanced Salt Solution (HBSS) (Sigma-Aldrich, Taufkirchen, Germany) mixed with
the tetrazolium agent were added to each well with the polymer sample of the 24-well plate. After 1,
2, 3, 5, and 24 h of incubation, supernatants were transferred into 96-well plates and the absorbance
was measured at OD 570/690 nm with SynergyTM HT Microplate Reader (Bio-TeK Instruments, Inc.,
Winooski, VT, USA).
2.6.2. In Vitro Toxicology Assay (TOX)
The sulforhodamine B assay measures total biomass staining cellular proteins with
sulforhodamine B. Cells were seeded on the samples at density of 3000 cells/cm2 , tests were performed
in duplicate, and each test included a blank containing complete medium without cells.
Fifty percent of (w/v) trichloroacetic acid (TCA, Sigma-Aldrich, Taufkirchen, Germany) solution
and wash solution were prepared according to manufacturing instructions. Samples were removed
from incubator into a laminar ﬂow hood and cells were ﬁxed by gently layering cold 50% (w/v)
TCA solution on top of the growth medium. 96-well plates were incubated for 1 h at 4 ◦ C and
then rinsed with water several times to remove TCA solution, serum proteins, etc. Additionally, 0.4%
sulforhodamine B solution was added in an amount sufﬁcient to cover the culture surface area (~50% of
the culture medium volume). Cells were then allowed to stain for 20–30 min. At the end of the staining
period, the stain was removed and the cells were rinsed quickly with wash solution (1% acetic acid),
until unincorporated dye was removed. Wash times were kept to a minimum to reduce desorption
of protein-bound dye. After being rinsed, the cultures were air dried until no moisture was visible.
The incorporated dye was then solubilized in a volume of sulforhodamine B assay solubilization
solution (10 mM base solution, Sigma-Aldrich, Taufkirchen, Germany) equal to the original volume
of culture medium and liberated from the cells. Cultures were allowed to stand for 5 min at room
temperature, while pipetting up and down to enhance mixing of the dye. Absorbance was measured
spectrophotometrically at a wavelength of 565 nm. Blank background optical density was measured in
wells incubated with growth medium without cells. The background absorbance of multiwell plates
was measured at 690 nm and subtracted from the measurement at 565 nm. An increase or decrease in
the number of cells (total biomass) resulted in a concomitant change in the amount of dye incorporated
by the cells in the culture. This indicated the degree of cytotoxicity caused by the test material.
2.6.3. Statistical Analysis
All the above experiments were performed in duplicate and independently repeated at least three
times, unless otherwise stated. The results obtained are shown as the mean ± SE (standard error
of the mean) for duplicates of cultures. Student’s t-test was used to test the effect different plasma
modiﬁcations of PET have on the adhesion and metabolic activity of HUVECs and a value of p < 0.05
was considered signiﬁcant.
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3. Results and Discussion
3.1. Plasma Characterisation
Gaseous plasma was characterized by optical emission spectroscopy and the resultant spectra for
selected gas mixtures are presented in Figure 2. A large continuum in the ultraviolet (UV) range is
attributed to the radiative relaxation of the SO2 molecule [42,43]. The large continuum is explained
by the fact that the ﬁnal state is the ground one, thus even electrons of moderate energy are capable
of exciting SO2 molecules to the radiative states. The molecules are excited by electron impact and
radiate in the broad range from UV A to UV C. Other spectral features are attributed to emissions from
excited oxygen atoms. As usual, the most intensive is the line at 777 nm followed by the line at 845 nm.
The radiation from the O-atoms is much weaker than the continuum because of the high threshold for
excitation of the oxygen radiative states (approximately 11 eV).
The intensity of radiation arising from SO2 molecules and O atoms depends on the concentration
of gases in the gas mixture. Figure 2 reveals a gradual decrease of the continuum and increase of the
atomic lines as the concentration of oxygen in the gas mixture increases. The integral radiation in the
UV range as a function of the oxygen concentration in the SO2 + O2 mixture is plotted in Figure 3.
The dots in this ﬁgure are measured points and the curve is the best ﬁt. The integral intensity remains
fairly unchanged up to the oxygen concentration of approximately 30 vol % and then decreases with
the increasing concentration. Such behavior is explained by decreasing electrons’ density or their
temperature because of the addition of substantial oxygen amounts. Namely, oxygen molecules
represent additional channels for loss of electron energy and/or density because of dissociation and
attachment onto oxygen atoms.

Figure 2. Spectra of plasma sustained in various gas mixtures. Parameter is the oxygen concentration
in the SO2 + O2 mixture.

Figure 3. Integral radiation in the UV range versus oxygen concentration in SO2 + O2 mixture.
Zero percent of O2 in the mixture refers to pure SO2 plasma, whereas 100% of O2 refers to pure
oxygen plasma.
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3.2. Surface Characterisation of Plasma-Treated Samples
Plasma-treated samples were characterized by XPS just after the treatment. The concentration of
oxygen and sulfur on the polymer surface as extracted from the XPS survey spectra is presented in
Figure 4. The concentration of sulfur is approximately 2.5 at % irrespective from plasma gas mixture.
Obviously, the surface of the samples is saturated with sulfur groups upon a half-minute of plasma
treatment what is sound with the results reported by other authors [33]. The reason for the saturation
is the very high dissociation rate in our plasma and rather long treatment time. Additionally, the
oxygen concentration on the polymer surface is not affected by adding oxygen to the gas mixture,
because it remained close to the value for the sample treated in pure SO2 plasma (38 at %), except
for the sample treated in a mixture with the highest oxygen content (10% SO2 + 90% O2 ) where it is
somehow increased. The oxygen concentration obtained upon treatment in pure oxygen plasma is
added to Figure 4 for comparison. For untreated PET sample, the oxygen concentration was 25 at %
(not shown in the ﬁgure).
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Figure 4. Concentration of sulfur and oxygen on the PET polymer treated in various SO2 + O2 mixtures.
Zero percent of O2 in the mixture refers to pure SO2 plasma, whereas 100% of O2 refers to pure
oxygen plasma.

The high-resolution XPS spectra of C1s and S2p are presented in Figures 5 and 6, respectively.
Curves for all gas mixtures overlap so one can conclude that the surface functionalization does not
depend on the concentration of gases. The S2p peak is observed at the binding energy of approximately
169 eV what is typical for sulﬁtes (SO3 2– ) [37]. Such functional groups have been observed before, even
for the case of oxygen-plasma treatment of sulfur-containing polymers [44,45].

Figure 5. High-resolution C1s peak for samples treated at various SO2 + O2 mixtures.
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Figure 6. High-resolution S2p peak for samples treated at various SO2 + O2 mixtures.

More interesting are the results on the evolution of the surface morphology. Typical
three-dimensional AFM images of samples treated by plasma of various gas mixtures are presented in
Figure 7. The morphology of the untreated sample is presented in Figure 7a. The material is rather
smooth on the micrometer scale, but the morphology of the samples treated by plasma undergoes
interesting modiﬁcations.

Figure 7. AFM images (5 × 5 μm2 ) of the samples treated in various SO2 + O2 mixtures: (a) untreated;
(b) 100% SO2 ; (c) 10% O2 + 90% SO2 ; (d) 30% O2 + 70% SO2 ; (e) 50% O2 + 50% SO2 ; (f) 70% O2 + 30%
SO2 ; (g) 90% O2 + 10% SO2 ; and (h) 100% O2 .

Figure 7b represents an AFM image of the sample treated in pure SO2 plasma. The scale on
the vertical axis is nearly 100 times larger than for the untreated sample. Nearly spherical features
appeared on the polymer surface upon plasma treatment. The features are distributed randomly on the
surface and the lateral dimensions are roughly a micrometer, whereas the height is somehow smaller.
It appears as if droplets were formed on the surface of originally smooth material. The formation
of such droplets is not typical for plasma-treated polymers. Although numerous authors reported
nanostructuring of polymers upon plasma treatment [46–54] such a surface ﬁnish was rarely reported.
The formation of such droplets cannot be explained by deposition of a third material because no other
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material but the polymer sample was introduced into the plasma reactor. The features were obviously
formed by transformation of the polymer surface ﬁlm of thickness of the order of 100 nm. Etching
of polymer in plasma used in our experiments cannot cause formation of such droplets because the
etching rate is just a few nm/s [55]. The formation of the droplets is rather explained by modiﬁcation
of the polymer structure in the surface ﬁlm of thickness typical for the penetration depth of the
UV radiation. As explained in the Subsection 3.1, SO2 plasma is a rich source of the UV radiation
in the bread range from 190 to 400 nm (Figure 2). According to Kim, Ahn, and Sancaktar [56] the
penetration depth of the UV radiation at wavelength of 248 and 193 nm in PET polymer is 62 and
34 nm, respectively. The penetration depth increases with increasing wavelength (decreasing photon
energy). The UV radiation is absorbed in the polymer and caused a bond scission. The resulting
low-mass molecular fragments rearrange according to the thermodynamic laws [57]. Since the surface
energy of materials treated by oxygen-containing plasma is increased, the surface tension favorites
formation of spherical features as observed in Figure 7b.
The UV radiation from plasma decreases with increasing oxygen content in the gas mixture and
completely vanishes for the case of pure oxygen (Figure 3). Pure oxygen plasma does not emit UV
radiation except in the VUV range where the penetration depth is minimal [58]. The morphology of the
samples treated with plasma of various concentrations of gases follows the intensity of UV radiation:
the droplets height decrease with the increasing oxygen content. The lateral dimension also decreases
with increase of the oxygen content. The sample treated at 90% SO2 (Figure 7g) where the integral
UV intensity is only a third of the original value (Figure 3) reveals only a few droplets of microscopic
dimensions and such features vanish completely in the case of treatment with pure oxygen plasma.
The sample in Figure 7h assumes morphology typical for treatment of PET in pure oxygen plasma [59].
The key modiﬁcation of the PET polymers treated in plasma created in SO2 gases is therefore rich
surface morphology what is explained by degradation of the polymer chains because of extensive
UV radiation.
Surface functionalization and a rich surface topography may have a large effect on the surface
wettability. In Figure 8 are shown water contact angles for the PET polymer treated in various mixtures.
A water contact angle decreased from initial ~78◦ to approximately 5◦ after the treatment in pure SO2
plasma. When adding oxygen to the discharge, a slight increase of the contact angle is observed to
approximately 20◦ when the mixture of 90% O2 + 10% SO2 was used. When pure oxygen plasma
was used, the contact value decreased and was approximately similar to the one obtained in pure
SO2 plasma. Such variation of the contact angles can be explained by a different surface morphology,
because the chemical state of the surface was practically similar for all the samples (Figures 4–6).
The inﬂuence of surface morphology on the contact angle of polymers with virtually the same surface
functional groups has been already elaborated in the scientiﬁc literature [60]. There are also many
other papers about tuning the wettability of materials by changing the surface roughness [61–63].

Figure 8. Water contact angles of the PET polymer treated in various SO2 + O2 mixtures. Zero percent
of O2 in the mixture refers to pure SO2 plasma, whereas 100% of O2 refers to pure oxygen plasma.
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3.3. Cell Adhesion on Plasma-Treated Surfaces
The polymer surface morphology and wettability may inﬂuence adhesion and proliferation of
mammalian cells [64–68]. To reveal the inﬂuence of the morphology and wettability of PET samples
functionalized with sulfate groups on the biological response, we performed systematic measurements
of the cell adhesion efﬁciency using HUVEC cells. Biological tests were adapted to study the cell
adhesion to plasma modiﬁed surfaces and their toxic effects via the metabolic activity of cells adhered
to the plasma modiﬁed substrates. Figure 9 represents the results of the cellular viability using the
MTT assay and Figure 10 shows the behavior of cells using the TOX test. Experiments were performed
using various incubation times of 1, 2, 3, 5, and 24 h. The value of 100% was attributed to the untreated
samples that served us as a control. Both ﬁgures indicate improved biocompatibility of the PET
samples treated by plasma compared with the untreated ones. Differences were observed as early as
one hour after cells seeding and persisted in all incubation times. After 24 h of incubation, a slight
decrease in the cell viability was observed as compared to the viability after 5 h of incubation (Figure 9).
At the beginning, the cells ﬁrst speeded up the metabolism (ATP (adenosine triphosphate) production
for synthesis of heat shock proteins and surface adhesive proteins), which was observed after 3 and 5 h
of incubation as an increased cell viability. Between 5 and 24 h some cells undergo apoptosis, whereas
the other cells continue growing, but slow down the metabolism to save the energy and nutrients
available. Another reason for slowing down the metabolism may be toxicity of the plasma-treated
samples on the adhered HUVEC cells.

Figure 9. Results of the MTT assay for HUVEC cell proliferation on PET surfaces treated in various
SO2 + O2 mixtures. Symbols * represent statistical signiﬁcance (** represents statistical signiﬁcance
at p < 0.01 compared with the control. *** represents statistical signiﬁcance at p < 0.001 compared with
the control). Mean values (± SE) for the respective triplicates are given.

The results obtained by the MTT and TOX assays are complementary—based on different
experimental techniques. The MTT assay revealed metabolic activity of HUVEC adhered on the
sample surface, which is directly related to cell viability. Whereas, the TOX test determined the total
biomass of cells (live vs. dead) adhered on the samples, based on the intracellular proteins, detected by
the test. Information on the mass of adhered cells was obtained, from what was possible to conclude
on the toxic effects of the samples surface.
Since the results obtained by the MTT and TOX tests are scattered because of the reasons explained
above, the sum of the deviations from the untreated samples is shown in Figure 11. This ﬁgure
represents the sum of deviation for each treatment setting the value for the untreated sample to zero.
For all treated samples there is a well-pronounced maximum in the cell proliferation versus the gas
mixture. The values at various gas mixtures for particular incubation times are ﬁtted with a parabola.
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The maxima for each incubation time appear between 40% and 50% of oxygen concentration. These
maxima appear at moderately rough surfaces (Figure 7).

Figure 10. Surface cytotoxicity of PET surfaces treated in various SO2 + O2 mixtures. * represents
statistical signiﬁcance (* statistically signiﬁcant at p < 0.05 compared with the control. ** represents
statistical signiﬁcance at p < 0.01 compared with the control. *** represents statistical signiﬁcance at
p < 0.001 compared with the control). Mean values ( ± SE) for the respective triplicates are given.

Figure 11. The sum of deviations from untreated samples observed for the MTT and TOX tests.

Both MTT and TOX tests are quantitative and reveal metabolic activity and total biomass of cells
seeded onto substrates. The metabolic activity and total biomass should be reﬂected in the morphology
of cells, so we performed also SEM characterization of selected samples. This technique is qualitative
because the cells are usually randomly distributed on a substrate. The most representative SEM
images are shown in Figure 12. Figure 12a represents a PET sample treated with 100% SO2 and the
cells adhered to it. As expected, the cells were clustered unevenly on the surface and have a rather
circular morphology what is typical for the cells not able to fully adhere to the surface, and/or the
cells responding to cytotoxic effect, indicating the apoptosis. A 10% amount of oxygen in the gas
mixture allows for a surface ﬁnish which is more suitable for cell proliferation because the cells have
longitudinal shape rich in long protrusions (Figure 12b). The image in Figure 12c (oxygen concentration
of 40% where the MTT and TOX tests show the best results) reveals well-proliferating cells. Their
spread and elongated morphology indicates good adhesion on the polymer surface. Finally, the image
in Figure 12d (90% of oxygen) reveals cells of morphology similar to those on samples treated by pure
SO2 plasma. The SEM images are therefore sound with the quantitative results obtained by the MTT
and TOX tests. Rounded cluttered cells on Figure 12d are metabolically less active than spread cells on
the Figure 12c, but the higher number of cells in both Figure 12c and d indicates increased biomass
detected with the TOX test after 24 h of incubation.
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Figure 12. SEM images of cells on PET surfaces treated in various SO2 + O2 mixtures after 24 h of
incubation: (a) 100% SO2 ; (b) 90% SO2 + 10% O2 ; (c) 60% SO2 + 40% O2 ; and (d) 10% SO2 + 90% O2 .

Given that the PET samples treated in various gas mixtures differ only in their surface morphology
but not in their chemical composition, our results clearly show that the surface morphology of
plasma-treated polymers has an important inﬂuence on cell adhesion and proliferation. Regarding the
surface wettability of the plasma-treated samples, it seems that it does not have an important inﬂuence
on the cell adhesion in our case, because changes in the surface wettability are not so pronounced to
explain changes in the cell adhesion and proliferation. Furthermore, a trend of monotonous increase
of the contact angles with the increasing oxygen content in the mixture is not observed in the case of
cell proliferation.
4. Conclusions
The combination of various experimental biological techniques allowed for studying the behavior
of HUVEC cells seeded on PET substrates which had been previously modiﬁed by gaseous plasma
created in various mixtures of sulfur dioxide and oxygen gases. The best proliferation was observed in
the case of nearly the same amounts of both mentioned gasses. The key reason for better proliferation
of this type of human cell is likely due to the appropriate structuring of the substrate morphology of the
sulfurized polymer surface. The best improvement of the polymer biocompatibility was obtained in the
gas mixtures of approximately 60% SO2 where the surface of the sulfonated polymer was covered with
nearly spherical structures of lateral dimension of approximately 1 micrometer. The rich morphology
of the samples treated in gaseous plasma with substantial concentration of sulfur dioxide was explained
by modiﬁcation of the polymer within the surface ﬁlm of several 100 nm. The modiﬁcation was due to
the bond scission of this type of polymer caused by the ultraviolet radiation.
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Abstract: The blood-type-mismatch problem, in addition to shortage of blood donation, in blood
transfusion has prompted the researchers to develop universal blood that does not require blood
typing. In this work, the “cell-in-shell” (i.e., artiﬁcial spore) approach is utilized to shield the
immune-provoking epitopes on the surface of red blood cells (RBCs). Individual RBCs are
successfully coated with supramolecular metal-organic coordination complex of ferric ion (FeIII )
and tannic acid (TA). The use of isotonic saline (0.85% NaCl) is found to be critical in the
formation of stable, reasonably thick (20 nm) shells on RBCs without any aggregation and hemolysis.
The formed “RBC-in-shell” structures maintain their original shapes, and effectively attenuate
the antibody-mediated agglutination. Moreover, the oxygen-carrying capability of RBCs is not
deteriorated after shell formation. This work suggests a simple but fast method for generating
immune-camouﬂaged RBCs, which would contribute to the development of universal blood.
Keywords: artiﬁcial spores; cell-surface engineering; immunoprotection; nanocoating; red blood
cells; supramolecular complex

1. Introduction
The “cell-in-shell” structures (a.k.a., artiﬁcial spores [1–3] or micrometric Iron Men [4]) are
the emerging cell hybrid entities in biomedical and nanomedicinal ﬁelds, where individual live
cells are encapsulated within nanometric (<100 nm) shells. Microbial and mammalian cells have
been coated with silica, silica-titania, polymers, and metal-organic frameworks, and the cells inside
are protected from the harmful, and often lethal, attack of enzymes, nanoparticles, heat, or UV
light [5–12]. Live cells also have been interfaced or three-dimensionally conﬁned with liposomes [13],
carbon nanotubes [14], and graphene [15,16]. The shell formation and degradation are further
controlled chemically, which allows for temporal cytoprotection of therapeutically functional cells
during in vitro manipulation and storage, inspired by sporulation and germination processes found in
nature [12,17–20]. Among the functional cells employed so far in the ﬁeld of artiﬁcial spores, red blood
cells (RBCs) would be one of the simplest but highly important cells in cell therapy and related
ﬁelds [21]. RBCs are the anucleate, non-dividing cells, the main role of which is oxygen delivery in
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the body. Approximately 85 million units of RBCs are transfused annually worldwide [22], but blood
supply, mostly supported by donation, falls short of the demand. Blood-type mismatch poses a worse
problem in transfusion medicine, causing antibody-mediated immune responses, such as cross-type
agglutination and hemolysis, which lead to life-threatening situations [23]. To tackle these problems in
blood transfusion, immune-camouﬂaged “RBC-in-shell” structures have been proposed as a universal
blood, where the immune-provoking epitopes on RBC surfaces are shielded by the encasing shells.
The approach of artiﬁcial spores would be much simpler and more cost-effective than other strategies,
such as enzymatic cleavage of the antigens [24] and biological production of O (Rh+ ) RBCs from
hematopoietic stem cells [25,26]. Moreover, the approach of enzymatic cleavage can be applied only
to A and B antigens, not to the protein-based D (Rh) antigen, because glycosidases are mainly used
for the cleavage reactions [27]; the in vitro RBC production is difﬁcult to scale up [28]. RBCs have
been coated with polyelectrolyte multilayers (PEMs) by multi-step layer-by-layer (LbL) assembly
for the attenuation of antigen-antibody recognition [29]. One-step coating of polydopamine [30] or
plant-derived pyrogallol [31] also has recently been applied for immunoprotection of RBCs. However,
all the reported methods require hours of coating steps, which precludes the clinical applications.
In this paper, we report a simple but rapid method for fabricating immune-camouﬂaged RBCs, based
on the supramolecular metal-organic coordination complex of ferric ion (FeIII ) and tannic acid (TA)
(Figure 1).

Figure 1. Schematic representation for supramolecular shell formation of ferric ion (FeIII ) and tannic
acid (TA) on individual red blood cells (RBCs).

2. Results and Discussion
TA is a natural polyphenol, which has several galloyl groups attached to a glucose molecule.
Because the galloyl groups of TA form multivalent coordination bonds with FeIII , TA molecules
are cross-linked by FeIII to form a supramolecular metal-organic FeIII -TA complex (FeIII -TA-MOC).
The universal surface-binding afﬁnity of TA (and its assemblies) allows for the FeIII -TA nanoﬁlm
formation on various substrates including planar or particulate substrates having different surface
properties [32,33]. We and others have previously demonstrated that the material-independent FeIII -TA
nanocoating method could be utilized to coat individual living cells, such as yeast, Escherichia coli,
HeLa, NIH 3T3, PC-12, and Jurkat cells, without signiﬁcant loss of cell viability [17,18,20]. However,
this method cannot be directly applied to RBCs, because RBCs are extremely sensitive to the tonicity
of the reaction solutions and chemicals. In this work, we optimized the coating conditions of the
supramolecular FeIII -TA-MOC for RBC coating and successfully generated “RBC-in-shell” structures.
We used the isotonic 0.85% NaCl solution during the entire coating processes including washing.
RBCs were found to be swollen and hemolyzed rapidly in deionized (DI) water (data not shown).
We also optimized the concentration of TA and found that 0.05 mg mL−1 was optimal for RBCs; above
that concentration were clumped RBCs (Figure S1). The mass ratio of TA to FeCl3 ·6H2 O was ﬁxed
to 4:1 for uniform coating according to the previous studies [17,32]. Brieﬂy, to the RBC suspension in
the 0.85% NaCl solution were added the TA stock solution and the FeCl3 ·6H2 O stock solution (ﬁnal
concentration: [TA] = 0.05 mg mL−1 , [FeIII ] = 0.0125 mg mL−1 ) sequentially, with 10-second mixing
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after each addition. 3-(N-morpholino)propanesulfonic acid (MOPS)-buffered saline (pH 7.4) was then
added for pH stabilization, which made FeIII -TA-MOC stable. The whole coating processes were
conducted in one pot for less than one minute, and repeated four times to generate the FeIII -TA-coated
RBC (RBC@[FeIII -TA]). We found that the addition sequence of TA and FeIII was critical in the stable
formation of FeIII -TA coats. When the FeIII stock solution (>0.001 mg mL−1 ) was added to the
RBC suspension, RBCs aggregated uncontrollably (Figure S2), presumably because of multivalent
interactions of metallic cations with RBCs [34]. However, when the TA stock solution was added
ﬁrst to the RBC suspension, individual RBCs were successfully coated with FeIII -TA-MOC without
agglutination. We think that the pre-deposited TA molecules rapidly formed FeIII -TA-MOC, when FeIII
was added; the FeIII -TA-MOC formation on RBC surfaces would decrease effective FeIII concentration
in solution, and, additionally, the FeIII -TA-MOC further bound with free TA in solution.
The isotonic saline solution of RBC@[FeIII -TA] was changed from red to dark purple in color,
indicating that the FeIII -TA coat was successfully formed (Figure 2a). We also visualized the FeIII -TA
coat by adsorbing Alexa Fluor® 647-conjugated bovine serum albumin (BSA-Alexa Fluor® 647) onto
RBC@[FeIII -TA] (Figure 2c). The confocal laser-scanning microscopy (CLSM) images clearly showed
red-ﬂuorescent rings only for RBC@[FeIII -TA]. When we treated RBCs only with TA, we did not
observe any ﬂuorescence (Figure S3). We characterized RBC@[FeIII -TA] by Raman spectroscopy,
scanning electron microscopy (SEM), transmission electron microscopy (TEM), and atomic force
microscopy (AFM). The Raman spectrum of RBC@[FeIII -TA] showed intense bands at 1349 and
1487 cm−1 , corresponding to C-C ring vibration and C-H bending of TA (Figure 2b). In the SEM
micrographs, the surface became rougher and more grainy after coating than the surface of native
RBCs (Figure 2d). Although RBCs were crumpled after FeIII -TA coating, any defects or fractures were
not observed. To further characterize the cell membranes in the SEM images, we immersed RBCs
(native or coated) in DI water for hypotonic lysis and air-dried them on a ﬂat silicon wafer. Compared
with the smooth surface of lysed native RBCs, the surfaces of lysed RBC@[FeIII -TA] cells were grainy,
indicating that the FeIII -TA coat was not affected greatly by hypotonic lysis (Figure 2e). On a closer
view, many wrinkles were clearly observed only on the membrane of lysed RBC@[FeIII -TA] cells.
These results suggested that the FeIII -TA coat reinforced the integrity of RBC membranes; it has been
well reported that hollow capsules are folded when they collapse, unless their capsule shells have
defects [32,35].
The uniform FeIII -TA coat was clearly observed in the TEM images of microtomed RBC@[FeIII -TA],
and the average thickness was measured to be around 20 nm (Figure 3a). The thickness of the FeIII -TA
coat was also estimated by the AFM line-proﬁle analysis. The minimum heights of the collapsed
membranes were measured to be about 10 and 50 nm for native RBC and RBC@[FeIII -TA], respectively
(Figure 3b). Therefore, the ﬁlm thickness was calculated to be about 20 nm, which was in agreement
with the results from the TEM analysis. It is to note that the relatively thick ﬁlms (5 nm per coating) were
formed with the use of low concentrations of TA and FeIII (ﬁnal concentration: [TA] = 0.05 mg mL−1 ;
[FeIII ] = 0.0125 mg mL−1 ). For comparison, the previous reports with polystyrene particles showed
that the 10-nm-thick ﬁlm was formed with 0.4 mg mL−1 of TA and 0.1 mg mL−1 of FeIII [32]. The thick
ﬁlm formation in this work was attributed to the use of isotonic saline instead of DI water, because
we found that NaCl increased the ﬁlm thickness with gold substrates as a model (Figure S4). In the
model studies, the gold substrates were coated with FeIII -TA-MOC in DI water or isotonic saline
([TA] = 0.05 mg mL−1 ; [FeIII ] = 0.0125 mg mL−1 ), and the ﬁlm thickness was measured by ellipsometry.
The ellipsometric measurements indicated that the ﬁlms formed in isotonic saline were 3.4 times
thicker than those in DI water. The effects of ions on ﬁlm thickness in the FeIII -TA coating is currently
being investigated in detail.
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Figure 2. Characterizations of native RBC and RBC@[FeIII -TA]. (a) Photographs of RBC suspension and
pellet before and after shell formation. (b) Raman spectra of (blue) native RBC and (red) RBC@[FeIII -TA].
Black arrows indicate the strong bands attributed to the ring structures of TA. (c) CLSM images of native
RBC and RBC@[FeIII -TA] after incubation with BSA-Alexa Fluor® 647. (d) SEM micrographs of native
RBC and RBC@[FeIII -TA]. (e) SEM micrographs of the membrane of native RBC and RBC@[FeIII -TA]
after hypotonic lysis.
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Figure 3. (a) TEM micrographs of native RBC and RBC@[FeIII -TA]. (b) (top) AFM micrographs and
(bottom) line-proﬁle graphs of native RBC and RBC@[FeIII -TA]. White lines in AFM micrographs
indicate the path of line-proﬁle analysis.

To assess the immunoprotective effect of FeIII -TA coats, we performed the antibody-mediated
agglutination assay. Because ABO/D blood typing should be conducted before blood transfusion,
RBCs of type A, B, and D (Rh) were used for the assay. Each type of RBCs is determined by the
presence of speciﬁc surface antigens, which causes agglutination with the anti-type antibodies.
When treated with their anti-type sera (anti-A, anti-B, or anti-D (Rh)), RBC@[FeIII -TA] remained
unaffected, while native RBCs harshly agglutinated (Figure 4a). The results indicated that the FeIII -TA
coat was uniformly formed on all types of RBCs and successfully prevented the access of antibodies to
the RBC surface-antigens, acting as an immunoprotective barrier. Oxygen transport is a vital function
of RBCs in the body, and, therefore, many immunoprotective strategies have tried to maintain the
oxygen-carrying capacity of native RBCs after modiﬁcation for the development of universal RBCs.
To investigate the oxygen-carrying property of “RBC-in-shell” structures, native or coated RBCs were
added to an O2 -purged (initial oxygen concentration: ~39%) phosphate-buffered saline (PBS, 10 mM,
pH 7.4), and the dissolved oxygen concentration was monitored over time with an oxygen probe
(Figure 4b). Two time-lapse graphs for native RBC and RBC@[FeIII -TA] had similar shapes to each
other, and there was no signiﬁcant difference in the amount of oxygen consumption after saturation
(8.9% for native RBC and 9.4% for RBC@[FeIII -TA]), indicating that the FeIII -TA coat did not inhibit
oxygen diffusion and hemoglobin function.
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Figure 4. (a) Antibody-mediated agglutination assay. Native RBCs or RBC@[FeIII -TA] cells were mixed
with their anti-type sera, and the optical images were taken after one hour. (b) Oxygen consumption
graphs. The dissolved oxygen concentration (%) in PBS (pH 7.4) was plotted as a function of time.
The initial oxygen concentration dissolved in the O2 -purged PBS was about 39%, and the oxygen
concentration was recorded by the oxygen probe connected with LabQuest® .

3. Experimental Section
3.1. Materials
Tannic acid (TA, Sigma), iron(III) chloride hexahydrate (FeCl3 ·6H2 O, Sigma, St. Louis, MO, USA),
3-(N-morpholino)propanesulfonic acid (MOPS, Sigma, St. Louis, MO, USA), sodium chloride (NaCl,
Daejung, Siheung, Korea), Alexa Fluor® 647-conjugated albumin from bovine serum (BSA-Alexa
Fluor® 647, Life Technologies, Carlsbad, CA, USA), phosphate-buffered saline (PBS, pH 7.4, Sigma,
St. Louis, MO, USA) were used as received. Anti-A, anti-B, and anti-D (Rh) antisera were purchased
from Asan Pharmaceutical (Seoul, Korea). Ultrapure water (18.3 MΩ·cm) from the Human Ultrapure
System (Human Corp., Seoul, Korea) was used.
3.2. Red Blood Cell (RBC) Samples
Blood samples were obtained after completion of clinical testing. All studied samples were
collected from human subjects who provided the written informed consent, and the study protocol
was approved by the Institutional Review Board of the Catholic University of Korea. The collected
blood was centrifuged at 600 g for 5 min at room temperature. The plasma and the buffy coat at the
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top were removed by a pipette, and the remaining red blood cells were washed twice with 0.85%
(w/v) NaCl.
3.3. RBC Coating with FeIII -TA Complex
Washed RBCs were re-suspended in 490 μL of 0.85% NaCl to be 1% hematocrit. The 5 μL of TA
stock solution (5 mg mL−1 in 0.85% NaCl) and the 5 μL of FeCl3 ·6H2 O stock solution (1.25 mg mL−1 in
0.85% NaCl) were added sequentially to the RBC suspension with 10 s mixing between the additions
(ﬁnal concentration: [TA] = 0.05 mg mL−1 ; [FeIII ] = 0.0125 mg mL−1 ). The resulting suspension was
mixed for 10 s, and, after addition of 500 μL of MOPS-buffered saline (20 mM MOPS, 0.85% NaCl,
pH 7.4) for pH stabilization, washed three times with 0.85% NaCl to remove any remaining TA and
FeCl3 , leading to the formation of single-coated RBCs. The coating processes, from addition of TA
to washing, were repeated four times to generate quadruple-coated RBC@[FeIII -TA]. To visualize the
FeIII -TA coat, native RBCs or RBC@[FeIII -TA] cells were suspended in 200 μL of the BSA-Alexa Fluor®
647 solution (0.4 mg mL−1 in 0.85% NaCl), and the resulting suspension was incubated for 15 min
at room temperature. After washing with 0.85% NaCl, the samples were characterized by confocal
laser-scanning microscopy (LSM 700, Carl Zeiss, Oberkochen, Germany). To measure the ﬁlm thickness,
native RBCs or RBC@[FeIII -TA] cells were lysed by immersing them in DI water. The suspension was
centrifuged at 3000 g for 30 s, and the supernatant was removed. After washing twice with DI water,
the membranes of lysed native RBC or RBC@[FeIII -TA] were re-suspended in DI water and dropped
onto a piece of silicon wafer (5 mm × 5 mm). After drying the samples in the air, they were analyzed
by atomic force microscopy (Innova, Bruker, Billerica, MA, USA). Typical scans were conducted in
tapping mode with OTESPA silicon cantilevers (Bruker, Billerica, MA, USA), and the coat thickness
was analyzed by using line-proﬁle data.
3.4. Effect of NaCl on Film Thickness: Gold Substrates
Gold-coated silicon wafers were cut into approximately 1 cm × 1 cm slides, and cleaned by
sonication in acetone and ethanol, prior to use. The cleaned slides were dried under Ar gas and soaked
in DI water or isotonic saline solution in a 12-well plate. The stock solutions of TA and FeCl3 ·6H2 O
were sequentially added to yield ﬁnal concentrations of 0.05 and 0.0125 mg mL−1 , respectively. The pH
of the solution was then raised to ca. 8 by adding 1 M NaOH solution. After 10 s of incubation,
the coated slides were washed with DI water and dried under Ar gas. The coating process was
repeated four times, and the ﬁlm thickness was measured with an L116s ellipsometer (Gaertner
Scientiﬁc Corporation, Skokie, IL, USA).
3.5. Characterizations
Raman spectra were obtained with a LabRAM ARAMIS spectrometer (HORIBA Jobin Yvon,
Edison, NJ, USA). The 633-nm line of an air-cooled He/Ne laser was used as an excitation source.
Field-emission scanning electron microscopy (FE-SEM) imaging was performed with a Philips
XN30FEG microscope (FEI-Philips Co., Hillsboro, OR, USA) with an accelerating voltage of 10 kV,
after sputter-coating with platinum. Transmission electron microscopy (TEM) imaging was performed
with an LEO 912AB microscope (Carl Zeiss, Oberkochen, Germany). Specimens were ﬁxed with
glutaraldehyde and paraformaldehyde, and then dehydrated in ethanol. The ﬁxed samples were
embedded in Epon 812 resin. Thin sections were cut by using ULTRACUT UCT ultramicrotome (Leica,
Wetzlar, Germany) and stained with uranyl acetate and lead citrate.
3.6. Antibody-Mediated Agglutination and Oxygen Consumption
The immunoprotective capability of FeIII -TA coating was evaluated by investigating the
attenuation of antibody-mediated agglutination of RBCs. The native RBC or RBC@[FeIII -TA]
(1% hematocrit in PBS) were mixed with their anti-type sera (10:1, v/v), and the images were taken by
optical microscopy (LSM 700, Carl Zeiss, Oberkochen, Germany) after one hour. The oxygen-carrying
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capacity of native RBC and RBC@[FeIII -TA] was examined by measuring the amount of oxygen uptake.
The initial oxygen concentration dissolved in the O2 -purged PBS was about 39%, and the oxygen
concentration was recorded by an oxygen probe connected with LabQuest® (Vernier, Beaverton, OR,
USA). The probe was calibrated with the sodium sulﬁte calibration solution (Vernier, Beaverton, OR,
USA), prior to measurement, and immersed in 2 mL of O2 -purged PBS. Once the signal was stabilized,
a suspension of native RBC or RBC@[FeIII -TA] (100 μL in PBS, 1.5 × 108 cells) was transfused into
the O2 -purged PBS. The oxygen concentration was recorded over the whole process until the signal
was stabilized.
4. Conclusions
In summary, we demonstrated that the supramolecular FeIII -TA coating on RBC surfaces
effectively attenuated the immune response while maintaining the oxygen-carrying capacity.
Coordination-driven supramolecular complexation between FeIII and TA was rapid, and made uniform
ﬁlms on individual RBC surfaces, which was conﬁrmed by various characterizations. The coating
conditions were optimized for RBCs that are very sensitive to the tonicity of the solution and chemicals.
Especially, we found that the use of isotonic saline enhanced the coating efﬁciency as well as maintained
membrane integrity. The chemical motif in supramolecular complex formation of FeIII and TA could
be utilized for other materials that contain multivalent catechol groups, such as poly(ethylene glycol)
(PEG)-catechol and hyaluronic acid-catechol conjugates [36,37]. Especially, the use of PEG-catechol
conjugates for RBC coating would be beneﬁcial in the reduction of potential recognition by immune
cells in the body. Considering that the FeIII -catechol coating is a rapid, easy, and inexpensive process,
we also believe that the formation of RBC-in-shell structures would have a potential in the manufacture
of universal RBCs for medical transfusion.
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and (c) 0.05 mg mL−1 , Figure S2: Optical images of RBCs after 10-min treatment of FeCl3 ·6H2 O: (a) 0.01 mg mL−1 ,
(b) 0.005 mg mL−1 , and (c) 0.001 mg mL−1 , Figure S3: CLSM image of TA-treated native RBCs after incubation
with BSA-Alexa Fluor® 647, Figure S4: Ellipsometric thickness of FeIII -TA ﬁlms on a gold substrate. The ﬁlms
were formed either in water or in isotonic saline (mean ± S.D., N = 3).
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Abstract: The poor bioactivity and mechanical properties have restricted its biomedical application,
although poly(3-hydroxybutyrate-co-3-hydroxyvalerate) (PHBV) had good biocompatibility and
biodegradability. In this study, calcium silicate (CS) was incorporated into PHBV for improving
its bioactivity and mechanical properties, and the porous PHBV/CS composite scaffolds were
fabricated via selective laser sintering (SLS). Simulated body ﬂuid (SBF) immersion tests indicated
the composite scaffolds had good apatite-forming ability, which could be mainly attributed to
the electrostatic attraction of negatively charged silanol groups derived from CS degradation to
positively charged calcium ions in SBF. Moreover, the compressive properties of the composite
scaffolds increased at ﬁrst, and then decreased with increasing the CS content, which was ascribed to
the fact that CS of a proper content could homogeneously disperse in PHBV matrix, while excessive
CS would form continuous phase. The compressive strength and modulus of composite scaffolds
with optimal CS content of 10 wt % were 3.55 MPa and 36.54 MPa, respectively, which were
increased by 41.43% and 28.61%, respectively, as compared with PHBV scaffolds. Additionally,
3-(4,5-dimethylthiazol-2-yl)-2,5-diphenyltetrazolium bromide (MTT) assay indicated MG63 cells
had a higher proliferation rate on PHBV/CS composite scaffolds than that on PHBV. Alkaline
phosphatase (ALP) staining assay demonstrated the incorporation of CS signiﬁcantly promoted
osteogenic differentiation of MG63 cells on the scaffolds. These results suggest that the PHBV/CS
composite scaffolds have the potential in serving as a substitute in bone tissue engineering.
Keywords: poly(3-hydroxybutyrate-co-3-hydroxyvalerate) (PHBV); calcium silicate; composite
scaffolds; bioactivity; mechanical properties; cytocompatibility

1. Introduction
A scaffold, which acts as a temporary extracellular matrix, plays a signiﬁcant role in regulating
cell functions and tissue regeneration [1–3]. Therefore, it should have good biological properties,
proper mechanical properties, and interconnected porous structures, as well as customized shape [4,5].
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Poly (3-hydroxybutyrate-co-3-hydroxyvalerate) (PHBV) has been an attractive scaffold material due
to its favorable biocompatibility, biodegradability, and processibility [6–8]. However, there still exist
two signiﬁcant problems that restrict its biomedical application, especially in bone tissue engineering.
One is its lack of bioactivity, which leads to a difﬁculty in obtaining good integration, i.e., forming
a direct contact and good interfacial bonding between the implanted scaffolds and the surrounding
tissues [9]. The other is its poor mechanical properties, which is unable to provide sufﬁcient mechanical
support during tissue regeneration. Calcium silicate (CS), as a silicon-calcium based bioceramic,
possesses excellent bioactivity [10–12] as its degradation products, including silanol groups and
calcium ions, can accelerate the formation and deposition of apatite [13]. Moreover, CS can act as a rigid
ﬁller to reinforce polymer materials by microcracking and crack pinning [14,15]. In addition, it was
reported that silicon ions and calcium ions released from CS could stimulate human mesenchymal
stem cells proliferation and osteogenic differentiation [16,17].
Incorporating bioactive reinforcement phases into polymer scaffolds for improving bioactivity and
mechanical properties has attracted much attention. Jack [18] prepared PHBV/hydroxyapatite (HA)
composite scaffolds using a modiﬁed thermally induced phase-separation technique and found the
introduction of HA greatly increased the stiffness and strength, and improved the in vitro bioactivity
of the scaffolds. Li [15] prepared PHBV/bioglass (BG) composite scaffolds by a salt particulate
leaching method and their results showed that the compressive strength and apatite-forming ability of
the scaffolds were signiﬁcantly improved by adding BG particles. Zhu [19] prepared silk ﬁbroin/CS
composite scaffolds by a freeze-drying method and concluded that incorporating CS into the silk ﬁbroin
can not only enhance the mechanical strength, but also improve the bioactivity and cytocompatibility of
the scaffolds. However, these conventional techniques had poor control of the geometries and porous
structures of scaffolds [3,20]. Selective laser sintering (SLS), an additive manufacturing technology,
is quite capable of fabricating scaffolds with arbitrary geometries that matched with defected tissues.
Furthermore, it is able to control the internal porous structures of scaffolds [21,22].
Based on the above consideration, in this study we incorporated CS into PHBV for the purpose
of improving its bioactivity and mechanical properties, and fabricated three-dimensional porous
PHBV/CS composite scaffolds via SLS in view of the potential for use as bone scaffolds. The effects of
CS contents and soaking time on the apatite-forming ability of composite scaffolds were studied in
simulated body ﬂuid (SBF). Moreover, the compressive strength and modulus of composite scaffolds
with different CS content were studied by compression tests. The dispersion state of CS in PHBV matrix
on the surface and cross section was analyzed by scanning electron microscope (SEM). Additionally,
the proliferation and osteogenic differentiation of MG63 cells cultured on PHBV/CS composite
scaffolds was evaluated using MTT assay and alkaline phosphatase (ALP) staining, respectively.
2. Materials and Methods
2.1. Materials
PHBV with poly (3-hydroxyvalerate) content of 3 mol%, molecular weight of 280 kDa, and a density
of 1.25 g/cm3 was purchased from Tianan Biologic Material Co. (Ningbo, China). Calcium silicate (CS)
powder was obtained from Kunshan Huaqiao New Materials Co. (Suzhou, China).
The following procedures [23] were mainly involved in preparing PHBV/CS composite powders:
(a) ultrasonically dispersing PHBV powder of a certain amount in anhydrous ethanol for 30 min with
an ultrasonic cleaner JP-040ST (Skymen Cleaning Equipment Shenzhen Co.,Ltd., Shenzhen, China);
(b) adding CS powder of a proportional amount into the PHBV solution and then ultrasonically
dispersing for another 30 min; (c) magnetically stirring the above PHBV/CS solution with a magnetic
stirrer JB-5 (Jintan Ronghua Instrument Manufacturing Co., Ltd., Changzhou, China); (d) ﬁltering
the PHBV/CS solution to obtain the powder and then drying at 60 ◦ C for 12 h in an electrothermal
blowing dry box (101-00S, Guangzhou Daxiang Electronic Machinery Equipment Co., Ltd., Guangzhou,
China); and (e) mechanically milling the dried powder using a planetary ball mill (DECO-PBM-V-0.4L,
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Changsha Deco Equipment Co., Ltd., Changsha, China). Five kinds of powders of different
compositions were prepared by incorporating 0, 5, 10, 15, and 20 wt % CS into PHBV and labeled as
PHBV, PHBV/5%CS, PHBV/10%CS, PHBV/15%CS, and PHBV/20%CS, respectively.
2.2. Fabrication of the Scaffold
Three-dimensional PHBV/CS composite scaffolds were fabricated using a selective laser sintering
(SLS) machine, which was developed by our team. The SLS machine mainly consists of a carbon dioxide
laser (SR 10i, Roﬁn-Sinar Laser GmbH, Hamburg, Germany) and a galvanometer-based scanning
system (3D scanhead-300-15D, Beijing Century Sunny Technology Co., Beijing, China). The machine
controls laser by scanning system to selectively sinter powder layers according to the cross-section
proﬁles to form three-dimensional parts layer-by-layer. Brieﬂy, one layer of powder was deposited on
the worktable and the laser beam under the control of a computer selectively sintered the deposited
powder layer according to the cross-section proﬁles of the designed scaffold. Then, the worktable
descended by a height of a layer thickness, and subsequent powder layers were deposited and sintered
directly on the top of the previously sintered layers. Afterwards, the above-mentioned layer-by-layer
sintering procedure was cycled until the whole scaffold was formed. Finally, the designed scaffold was
obtained after removing the unsintered powder by blowing high-pressure air. The main processing
parameters of SLS were set up as follows: laser power 2 W, scanning speed 200 mm/s, scanning
spacing 0.1 mm, and layer thickness 0.1 mm.
2.3. Microstructure Characterization
Microtopography of powders, surface, and cross section morphologies of scaffolds, and the
morphology of MG63 cells cultured on scaffolds, were characterized using a scanning electron
microscope (SEM) (FEI Quanta-200, FEI Co., Hillsboro, OR, USA) under high vacuum conditions at
20 kV. Element composition of the specimen surface was examined by energy-dispersive spectroscopy
(EDS) (Neptune XM4, EDAX Inc., Mahwah, NJ, USA) which was installed on the SEM. All SEM
specimens were oven dried, mounted on stubs, and sputtered with gold before observation. The phase
composition of powders and scaffolds was identiﬁed by X-ray diffraction (XRD) (Bruker D8 Advance
Diffractometer, German Bruker Co., Karlsruhe, Germany) using Cu Kα radiation (λ = 1.5406 Å) with
scattering angles (2θ) range 5–70◦ and a scanning rate of 8◦ /min.
2.4. Compression Tests
The compression tests of the scaffolds were carried out on a universal tester (WD-01, Shanghai
Zhuoji Instruments Co., Shanghai, China) at room temperature. The loading speed was 1 mm/min.
Five specimens per group were used for each composition of the scaffolds. The compressive strength
and compressive modulus were determined from the compression stress-strain curve.
2.5. Immersion Tests
The bioactivity of PHBV/CS composite scaffolds was assessed by immersing the scaffold
specimens (with diameters of 8 mm and thicknesses of 2 mm) in simulated body ﬂuid (SBF) which
has similar ion concentrations to human blood plasma [24,25]. The SBF was changed every other
day. After a predetermined incubation time, the specimens were sacriﬁced (three specimens per
composition per time point), and then gently washed with distilled water, followed by drying at
37 ◦ C in a electrothermal blowing dry box (101-00S). Finally, the surface morphologies and element
compositions of the soaked specimens were characterized by SEM and EDS, respectively.
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2.6. Cytocompatibility
Cell proliferation on the PHBV/CS composite scaffolds was evaluated by 3-[4,5-dimethylthiazol-2-yl]2,5-diphenyltetrasodium bromide (MTT) assay, with the PHBV scaffolds without CS serving as the
control. MG63 cells (American Type Culture Collection, Manassas, VA, USA) were cultured in low
glucose Dulbecco's Modiﬁed Eagle's Medium supplemented with 10% fetal bovine serum and 1%
antibiotic-antimycotic solution under 37 ◦ C and 5% CO2 . Before cell seeding, the scaffold specimens
(with diameters of 8 mm and thicknesses of 2 mm) were sterilized by ultraviolet radiation and
washed with phosphate-buffered solution (PBS), followed by being kept in the culture medium for
24 h. Then, the MG63 cells at a density of 2 × 105 /dm2 were seeded onto the scaffold specimens
and cultured for different time. During the last 4 h of the predetermined culture time, the scaffold
specimens were incubated with MTT. Subsequently, the precipitated formazan salts were dissolved in
dimethylsulphoxide. Finally, the absorbance at 570 nm was measured by an enzyme immunosorbent
assay reader.
The morphology of MG63 cells was observed by SEM. Brieﬂy, the scaffold/cell constructs were
washed with PBS and ﬁxed with 2.5% glutaraldehyde in PBS after four days. Then, the cells on the
scaffolds were dehydrated with gradient ethanol solutions, followed by drying in a drying box at
37 ◦ C overnight. Finally, the specimens were mounted on stubs and sputtered with gold for SEM
observation. Osteogenic differentiation of MG63 cells was evaluated by alkaline phosphatase (ALP)
staining. Brieﬂy, the cell/scaffold constructs were rinsed with PBS after a predetermined culture time,
followed by treatment with 0.1% triton solution to obtain cell lysates. Then, the cell lysates were
hydrolyzed by p-nitrophenyl phosphate in alkaline buffer solution. Finally, a light microscope was
used to view the cells staining positive for ALP.
2.7. Statistical Analysis
The data were expressed as the mean ± standard deviation (n = 4). The statistical comparison
was performed using Student’s t-test and differences were considered signiﬁcant when p < 0.05.
3. Results and Discussion
The SEM morphologies of PHBV, CS, and PHBV/20%CS powders are shown in Figure 1.
The PHBV powder was spherical, with a particle size was about 1 μm (Figure 1a). The CS powder
was irregular in shape and its particle size ranged mainly from 0.5 to 5 μm (Figure 1b). For the
PHBV/20%CS composite powders, the CS particles were distributed randomly on the PHBV particles
(Figure 1c). The corresponding XRD patterns are shown in Figure 1d. PHBV presented two strong
diffraction peaks at about 2θ = 13.4 and 16.8◦ which were assigned to (020) and (110) planes, respectively.
Additionally, other peaks at about 2θ = 20.1, 21.4, 22.6, 25.5, and 27.1◦ were assigned to (021), (101),
(111), (121), and (040) planes, respectively [26,27]. CS presented a strong diffraction peak at about
2θ = 23.1◦ , which was assigned to the (400) plane. In addition, other peaks at about 2θ = 25.3, 26.9,
28.9, 30.0, 36.2, 38.2, 39.2, 41.3, 49.8, and 53.3◦ were assigned to (002), (20-2), (202), (320), (122), (520),
(20-3), (521), (040), and (72-2) planes, respectively [28–30]. For the PHBV/CS composite powder,
the diffraction peaks of both PHBV and CS existed. Furthermore, there existed no new phases, which
indicated that no chemical reaction occurred between PHBV and CS during the preparation of the
composite powders.
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Figure 1. SEM (scanning electron microscope) morphologies of (a) PHBV; (b) CS; and (c) PHBV/20%CS
composite powders and (d) the corresponding XRD (X-ray diffraction) patterns.

A representative three-dimensional rectangular PHBV/10%CS porous scaffold (15 mm × 15 mm
× 5 mm) prepared by SLS is shown in Figure 2. It presented a well ordered and interconnected porous
structure. The average pore size was approximately 500 μm (Figure 2d). This kind of interconnected
porous structure may be beneﬁcial for transport of nutrients and excretion of metabolites [31,32] and,
thus, may play an important role in regulating cell functions and tissue ingrowth. Bose et al. [33]
suggested that the pore size should be at least 100 μm for successful diffusion of oxygen and nutrients
for cell survivability. Guo et al. [34] reported that the macropores 400–500 μm in size beneﬁted cell
inﬁltration and bone ingrowth. Tarafder [35] implanted tricalcium phosphate scaffolds with a 350 μm
pore size into rat femurs and founded new bone formed after two weeks.

Figure 2. (a–c) Optical images and (d) SEM morphology of a representative three-dimensional
rectangular PHBV/10%CS porous scaffold fabricated via SLS (selective laser sintering).
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The XRD patterns of the SLS-fabricated scaffolds of different formulations were shown in Figure 3.
With the increase of CS content, its diffraction peak intensity increased while PHBV decreased, which
indicated that CS was blended into the composite scaffolds and did not recrystallize since its melting
point (about 952 ◦ C) [36] was far higher than that of PHBV (about 164 ◦ C) [37]. The diffraction
peak positions of PHBV and CS remained unchanged and no other peaks were detected after laser
sintering, which indicated that CS was compatible with PHBV. It is noteworthy that adding only 5%
CS remarkably decreased the diffraction peak of PHBV in the composite scaffold, suggesting that the
incorporation of CS signiﬁcantly decreased the crystallinity of PHBV. This may be due to CS particles of
larger size than PHBV hindered the growth of PHBV grains during recrystallization. The crystallinity
was one of the important factors that inﬂuenced the degradation rate of the polymers [38–40].
The decrease of crystallinity of PHBV could accelerate the degradation of the scaffolds, which may be
beneﬁcial for promoting tissue repair.

Figure 3. XRD patterns of the SLS-fabricated scaffolds of different formulations.

The surface morphologies of PHBV and PHBV/CS composite scaffolds with different CS content
were shown in Figure 4. The surface of the PHBV scaffold was ﬂat and smooth. With the addition of
5 wt % CS, the surface became slightly rougher and several CS particles are exposed. The amount of
exposed particles increases with the increase of CS, leading to a rougher surface. Figure 4f showed
the EDS spectra of zones A and B. The strongest peaks corresponding to zones A and B belong
to elements Si and C, respectively, which implied that they consisted mainly of CS and PHBV,
respectively. Moreover, when its content is relatively low (no more than 10 wt %), the CS particles
can disperse relatively uniformly in the PHBV matrix. However, the individual CS particles became
continuous when its content was excessive (larger than 10 wt %). The cross section morphologies of the
PHBV scaffold and PHBV/CS composite scaffolds with different CS content were shown in Figure 5.
In general, the dispersion state of CS particles in the PHBV matrix on the cross-section underwent
a similar change trend to that on the surface with the CS content increasing. The optimal dispersion
state of CS in the PHBV matrix on the cross section also resulted from 10 wt % CS, where the particles
could disperse relatively uniformly in the PHBV matrix.
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Figure 4. SEM surface morphologies of (a) PHBV scaffold; (b) PHBV/5%CS scaffold; (c) PHBV/10%CS
scaffold; (d) PHBV/15%CS scaffold, and (e) PHBV/20%CS scaffold; and (f) the EDS (energy-dispersive
spectroscopy) spectra of Zones A and B.

Figure 5. SEM cross section morphologies of (a) PHBV scaffold, (b) PHBV/5%CS scaffold,
(c) PHBV/10%CS scaffold, (d) PHBV/15%CS scaffold, and (e) PHBV/20%CS scaffold.
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Figure 6 shows the compressive strength and compressive modulus of the PHBV/CS scaffolds as
a function of CS content. The compressive strength and compressive modulus of the PHBV scaffold
was 2.51 MPa and 28.41 MPa, respectively. After adding 5 wt % CS, they increased by 25.10% and
17.04%, respectively. With increasing the CS content to 10 wt %, the compressive strength and modulus
reached the optimal values of 3.55 MPa and 36.54 MPa, respectively, reﬂecting an increase of 41.43%
and 28.61%, respectively. However, the compressive strength and modulus decreased when the CS
content further increased to more than 10 wt %. Nevertheless, the compressive strength and modulus
of all of the PHBV/CS composite scaffolds were still higher than the PHBV scaffold.

Figure 6. The compressive strength and compressive modulus of PHBV/CS scaffolds as a function of
CS content; * represents p < 0.05.

The signiﬁcant increases in compressive properties of the PHBV/CS scaffolds were attributed
to the strong reinforcement effects imparted by CS particles due to its high modulus and strength.
Moreover, the distribution of the reinforcement phases played a signiﬁcant role in inﬂuencing the
compressive properties of polymer/inorganic composite scaffolds. As shown in Figures 4 and 5, when
the content was no more than 10%, the CS particles could disperse uniformly in the matrix so that
the compressive properties increased with its content increasing. However, when the content of CS
was excessive, namely more than 10%, the CS phases became continuous and, thus, decreased the
compressive properties of the PHBV/CS scaffolds. It was well known that the continuous phases
of stiff ﬁllers in polymer matrixes can decrease the mechanical properties of the composites as they
deteriorate the interface bonding between the ﬁllers and matrices [41].
The SEM surface morphologies of the PHBV/CS scaffolds of different formulations after
immersion in SBF for 14 days are shown in Figure 7. The PHBV scaffold exhibited a smooth surface
(Figure 7a), whereas some particles deposited on all of the composite scaffolds. Moreover, the amount
of the deposits increased with the CS content increasing. It is noticeable that large numbers of the
deposits agglomerated on the surface of the PHBV/20%CS scaffold. The elemental compositions of the
deposits (Zone C) were analyzed by EDS (Figure 7f). Not only were the elements Ca and O distinctly
detected, but so was P. It is noteworthy that both PHBV and CS did not contain the element P, while
hydroxyapatite (Ca10 (PO4 )6 (OH)2 ) does. Moreover, the morphology and size of the particles in the
deposits (in Figure 7) were similar to that of the hydroxyapatite deposits induced on wollastonite
(CS) ceramic samples in SBF reported by Liu [42]. Therefore, it was implied that the deposits rich in
P consisted mainly of hydroxyapatite.
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Figure 7. SEM surface morphologies of the (a) PHBV; (b) PHBV/5%CS; (c) PHBV/10%CS;
(d) PHBV/15%CS and (e) PHBV/20%CS scaffolds after being immersed in SBF for 14 days; (f) The EDS
spectrum of deposits in Zone C.

As the optimal content of CS was 10% for the mechanical properties, the PHBV/10%CS scaffolds
were selected to further study their bioactivity for different soaking times. The surface morphologies
of the PHBV/10%CS scaffolds after immersion in SBF for 7, 14, 21, and 28 days were observed using
SEM (Figure 8). After seven days of immersion, there were only small amounts of hydroxyapatite
depositing on the PHBV/10%CS composite scaffolds. With an increase in the immersion, the amounts
of hydroxyapatite increased. After 28 days of immersion, large amounts of hydroxyapatite deposited
and aggregated on the surface. The results indicated that the PHBV/10%CS composite scaffolds had
favorable bioactivity.

Figure 8. Surface morphologies of the PHBV/10%CS composite scaffolds after immersing in SBF for
(a) 7, (b) 14, (c) 21, and (d) 28 days.

151

Polymers 2017, 9, 175

It was well known that a negatively charged surface would absorb cations in solution [43–45].
The improved bioactivity of the scaffolds may be attributed to the electrostatic attraction between
positively charged ions and negatively charged silanol groups derived from CS degradation.
The formation processes of hydroxyapatite are brieﬂy discussed as follows. When the PHBV/CS
composite scaffold was immersed in the SBF solution, Ca2+ release from CS in the surface layer of the
scaffold dissolved into the SBF solution. At the same time, protons from the SBF penetrated into the
surface layer of the scaffold. As a result, the ion exchange (Equation (1)) occurred due to the different
chemical potentials of the ions; thus, the silanol group (≡Si–OH) was created:

≡Si–O–Ca–O–Si≡ + 2H+ → 2≡Si–OH + Ca2+

(1)

With the CS continuously degrading, large amounts of silanol formed and deposited on the surface
of the scaffold, and the pH of the solution increased. Subsequently, the ion exchange (Equation (2))
occurred on the surface of scaffold:

≡Si–OH + OH− → ≡Si–O− +H2 O

(2)

As a consequence, a negatively charged surface, which was abundant in negatively charged
functional groups (≡Si–O− ), was created. Then, the positively charged Ca2+ in the solution
was attracted to the surface of the scaffold by the negatively charged functional group (≡Si–O− ).
Afterwards, PO4 2− was also attracted to the scaffold surface by Ca2+ . When the ionic activity product
of hydroxyapatite was high enough on the surface, the reaction, shown by Equation (3), occurred and
hydroxyapatite began to nucleate:
10 Ca2+ + 6 PO4 2− + OH− → Ca10 (PO4)6 (OH)2

(3)

The hydroxyapatite crystal nuclei spontaneously grew through continually adsorbing Ca2+ , OH− ,
HPO4 − , and PO4 2− from the SBF solution. Finally, large numbers of hydroxyapatite granules formed
and aggregated on the surface of the scaffold.
As the PHBV/10%CS composite scaffolds had not only favorable bioactivity, but also the optimal
mechanical properties, they were further studied by cell experiments, with the PHBV scaffolds serving
as a control. The proliferation of MG63 cells on the scaffolds was assessed by MTT assay (Figure 9a).
The absorbance values were positively correlated to the viable cell numbers. After a one-day culture,
the absorbance corresponding to PHBV/10%CS scaffold was higher than that corresponding to
the PHBV scaffold. As the culture time was prolonged, the proliferation level on the scaffolds
both increased, which indicated MG63 cells were cytocompatible with both types of scaffolds. It is
noteworthy that a remarkable difference in absorbance between PHBV/10%CS and PHBV scaffolds
was observed on day 7, where the absorbance corresponding to the former was almost double that
of the latter. The MTT results indicated the incorporation of CS increased the cytocompatibility of
PHBV scaffolds and promoted MG63 cell proliferation. The morphologies of MG63 cells cultured
on the PHBV and PHBV/10% composite scaffolds on day 4 are shown in Figure 9b,c. It could be
seen that MG63 cells adhered and spread well on both of the scaffold surfaces with ﬁlopodium and
lamellipodium on day 4, and there were no remarkable differences in the morphologies of MG63 cells
cultured on PHBV/10%CS composite and PHBV scaffolds.
Osteogenic differentiation of MG63 cells cultured on the PHBV and PHBV/10% composite
scaffolds was assessed by ALP staining for 1, 4, and 7 days (Figure 10). It was obvious that the ALP
activity increased with increasing culture time for both types of scaffolds. More importantly, the ALP
activity corresponding to PHBV/10%CS composite scaffolds was much higher than that corresponding
to PHBV scaffolds at the same time point. The ALP assay results indicated that the incorporation of CS
signiﬁcantly improved the osteogenic differentiation of MG63 cells.
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Figure 9. (a) The proliferation of MG63 cells cultured on the PHBV and PHBV/10% composite
scaffolds (* represents p < 0.05); the SEM morphologies of MG63 cells cultured on the (b) PHBV and
(c) PHBV/10% composite scaffolds on day 4.

Figure 10. Osteogenic differentiation of MG63 cells cultured on the (a–c) PHBV scaffolds and
(d–f) PHBV/10% composite scaffolds for (a,d) 1, (b,e) 4, and (c,f) 7 days. ALP (alkaline phosphatase)
activity increased with the increase in culture time and the ALP activity for PHBV/10% composite
scaffolds was higher than that for PHBV scaffolds at the same time point.

It was known that the surface characteristics of a material can inﬂuence the cell response and
behavior [46]. Postiglione [47] reported that bone tissue showed better interactions with titanium
implants of a rough surface compared with a relatively smooth one. Deligianni et al. [48] founded
the cell adhesion, proliferation, differentiation, and detachment strength of human bone marrow
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cells on hydroxyapatite discs increased as the roughness of the discs increased. As shown in
Figure 4, the incorporation of CS changed the ﬂat and smooth surface morphology of the PHBV
scaffold to a relatively rough surface. Such a rough surface with exposed CS particles may provide
more target spots for cell adhesion and thereby facilitate cell proliferation. Furthermore, the
cell-material interactions were also inﬂuenced by the ion species and level released from the material.
Xynos et al. [49] cultured osteoblasts on bioactive glass and found that the ion products released from
the glass, especially Si and Ca, could stimulate cell proliferation. Shie et al. [50] found that the silicon
ions of an appropriate concentration could effectively support the proliferation of osteoblast-like cells
and positively stimulate biological responses in MG63 cells through producing bone-speciﬁc proteins.
Moreover, Ca ions could activate Ca-sensing receptors in osteoblast cells, thus increasing the expression
of growth factors, e.g., IGF-I or IGF-II [51,52], and favored osteoblast proliferation, differentiation, and
extracellular matrix (ECM) mineralization [53]. Furthermore, Si ions were reported to likely be the key
factor for mediating the mineralization and nodule formation [54]. Therefore, it was expected that the
Si and Ca ions released from the CS component in the composite scaffolds may play a signiﬁcant role
in promoting MG63 cell proliferation and osteogenic differentiation.
4. Conclusions
Three-dimensional PHBV/CS composite scaffolds were fabricated via SLS and exhibited a well
ordered and interconnected porous structure. The incorporation of CS remarkably improved the
bioactivity of the scaffolds, which could be attributed to the fact that the degradation products of CS
including silanol groups and calcium ions could accelerate the formation and deposition of apatite
through electrostatic attraction. Moreover, the compressive strength and modulus were increased by
introducing CS, and the enhancement efﬁciency was dependent on the amount and dispersion state of
CS particles in the PHBV matrix. The optimal CS content was 10 wt %, where the compressive strength
and compressive modulus were 3.55 and 36.54 MPa, respectively, which was an increase of 41.43%
and 28.61%, respectively, compared with the PHBV scaffolds. Additionally, the incorporation of CS
signiﬁcantly promoted the proliferation and osteogenic differentiation of MG63 cells on the scaffolds.
This study indicated the biological and mechanical enhanced PHBV scaffolds by incorporating CS may
be a promising substitution for bone tissue engineering.
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Abstract: The aim of this study was to report the fabrication of porous scaffolds with pre-designed
internal pores using a fused deposition modeling (FDM) method. Polycaprolactone (PCL) is a suitable
material for the FDM method due to the fact it can be melted and has adequate ﬂexural modulus
and strength to be formed into a ﬁlament. In our study, the ﬁlaments of methoxy poly(ethylene
glycol)-block-poly(ε-caprolactone) having terminal groups of carboxylic acid were deposited layer by
layer. Raw materials having a weight ratio of hydroxyapatite (HAp) to polymer of 1:2 was used for
FDM. To promote cell adhesion, amino groups of the Arg-Gly-Asp(RGD) peptide were condensed
with the carboxylic groups on the surface of the fabricated scaffold. Then the scaffold was inﬁltrated
with hydrogel of glycidyl methacrylate hyaluronic acid loading with 10 ng/mL of TGF-β1 and
photo cross-linked on the top of the scaffolds. Serious tests of mechanical and biological properties
were performed in vitro. HAp was found to signiﬁcantly increase the compressive strength of the
porous scaffolds. Among three orientations of the ﬁlaments, the lay down pattern 0◦ /90◦ scaffolds
exhibited the highest compressive strength. Fluorescent staining of the cytoskeleton found that
the osteoblast-like cells and stem cells well spread on RGD-modiﬁed PEG-PCL ﬁlm indicating a
favorable surface for the proliferation of cells. An in vivo test was performed on rabbit knee. The
histological sections indicated that the bone and cartilage defects produced in the knees were fully
healed 12 weeks after the implantation of the TGF-β1 loaded hydrogel and scaffolds, and regenerated
cartilage was hyaline cartilage as indicated by alcian blue and periodic acid-schiff double staining.
Keywords: poly(ε-caprolactone); osteoarthritis; cartilage; scaffold; hydrogel; fused deposition manufacturing
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1. Introduction
Articular cartilage is hyaline cartilage covering the articular surface of bones. Due to its avascular
characteristic, once injured, articular cartilage has a poor self-repair ability. Treatment includes
conservative treatment and surgical approaches, but there is currently no effective treatment for this
disease. Bone marrow stimulation (microfracture surgery) could produce cartilage formation, but the
newly-formed cartilage is ﬁbrocartilage instead of hyaline cartilage. Several methods of chondrocyte
implantation were used to treat cartilage defects in humans, though implanted grafts do not provide
mechanical stability and various side effects lead to procedure failure [1,2]. Osteochondral plug
transplantation (mosaicplasty) has been developed but the limitations of this technique include donor
site morbidity and limited availability of grafts that can be harvested. The long-term outcome is
constrained by the age and gender of the patient and the size of the wound [3–5].
Various tissue-engineering approaches were developed using natural or synthetic biomaterials
as scaffolds for cell growth. The porous scaffolds are traditionally fabricated by the particulate
leaching method, adding pore-forming agents and their combinations [6]. However, the pore size and
interconnection of pores could not be precisely controlled throughout the entire scaffold. Recently,
rapid prototyping (RP) technology has emerged to produce custom-made scaffolds and provide a new
method to control the internal architecture of the scaffolds for cell growth [7,8]. Among the natural
biopolymers and synthetic polymers, poly(ε-caprolactone) (PCL) has been widely studied for 3D
printing applications because of the longer biodegradation time in the human body as compared to
poly(lactide-co-glycolide) [9–12]. Woodﬁeld et al. employed FDM to fabricate articulating scaffolds
having a natural curvature of the surface for ﬁtting into the individual patient’s knee [13]. They
showed that chondrocytes grew into scaffolds and secreted the ECM of cartilage [14]. Boere et
al. showed that chondrocytes could be embedded into 3D-fabricated polymeric scaffolds, showing
signiﬁcant deposition of ECM in their constructs, both in vitro and in vivo [15]. Shao et al. implanted
PCL scaffolds into cancellous bone while ﬁbrin glue was applied on top of the cartilage surface.
Therefore, PCL scaffolds are a promising matrix for bone regeneration and ﬁbrin glue for cartilage
regeneration [16].
The successful interaction between the cell and the surface of the biomaterial is important to
the scaffolds. The PCL scaffold has good biocompatibility and biodegradability, but lacks biological
factors on its surface, leading cells to not easily attach and grow. RGD (Arg-Gly-Asp) is a peptide
for biopolymer functionalization and can trigger cell lines to adhere and proliferate on the polymer’s
surface. Characterizing the chemical modiﬁcation and, therefore, the extent of RGD (Arg-Gly-Asp) at
the polymer’s surface can signiﬁcantly promote cell adhesion and proliferation [17,18].
Hydrogels can simulate the microenvironments of natural tissues, encapsulate cells
homogeneously, and deliver drugs, which makes them attractive for cartilage tissue engineering [19,20].
Hydrogels loaded with growth factor could ideally ﬁt into irregular cartilage wounds while releasing
the growth factor [21], and three-dimensional networks of hydrogels are known to proliferate and
differentiate mesenchymal stem cells [22]. For example, Guo et al. Used a bi-layered hydrogel
of oligo(poly(ethylene glycol) fumarate to encapsulate TGF-β loaded gelatin microparticles for
chondrogenic differentiation and osteochondral regeneration [23,24]. However, the osteochondral
defects were not healed using their biphasic scaffolds in vivo. For delivery of the growth factors,
hyaluronic acid (HA), among other hydrogels, has been grafted with glycidyl methacrylate to bestow
a HA photo cross-linkable property [25,26]. The light-cured HA hydrogel displays various properties,
such as sealant of irregular defects of cartilage [27], the carrier of growth factors [28], ECM to enhance
MSC differentiation [29], or to maintain the differentiated phenotype [30].
Recently, tissue engineering for articular cartilage repair has focused on biphasic scaffolds [31].
Cartilage damage involves not only the articular surface of the knee, but also the subchondral
bone. Currently, the performance of scaffolds combining with hydrogels reported so far with
respect to damaged cartilage is not satisfactory. Therefore, we aimed to fabricate a biphasic scaffold
with two layers for osteochondral regeneration. The bottom layer is a fused-deposited methoxy
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poly(ethylene glycol)-block-poly(β-caprolactone) scaffold (mPEG-PCL), which was ﬁrst modiﬁed by
adding hydroxyapatite (HAp) powder and grafting RGD peptide to the surface of the scaffold. The
surface layer of the mPEG-PCL scaffold was inﬁltrated with glycidyl methacrylate-hyaluronic acid
(GMHA) hydrogel containing transforming growth factor TGF-β1 for cartilage healing.
2. Materials and Methods
2.1. Materials
Poly(ethylene glycol) (PEG, number-average molecular weight (Mn = 4000 g·mol−1 ) was obtained
from Showa (Tokyo, Japan); ε-caprolactone (ε-CL), stannous octoate (Sn(Oct)2) , 1,6-Diphenyl-1,3,5hexatriene (DPH), dimethyl sulfoxide (DMSO), 3-(4,5-Dimethylthiazol-2-yl)-2,5-diphenyltetrazolium
bromide (MTT), phosphotungstic acid (PTA), 2-Hydroxy-2-methylpropiophenone, Arg-Gly-Asp
(RGD peptide), Hydroxyapatite, Noble agar, potassium phosphate monobasic, potassium bromide
(KBr), sodium chloride, and sodium phosphate were all obtained from Sigma-Aldrich Chem. Inc.
(St. Louis, MO, USA). 1,4-dioxane, Acetone, acetonitrile (ACN), Triethylamine, D-chloroform (CDCl3),
dichloromethane, ethyl ether, ethanol, hexane, and tetrahydrofuran were provided by ECHO Chemicals
(Miaoli, Taiwan).
2.2. Synthesis of Biopolymers
In this study, biopolymer synthesis is divided into two parts. The ﬁrst part synthesized the
diblock copolymers (mPEG-PCL), and the second part modiﬁed the diblock copolymers to terminal
function groups (mPEG-PCL-COOH) (Figure 1), as in our previous reports [9]. In brief, the mPEG-PCL
diblock copolymers were synthesized by ring-opening polymerization of ε-CL using mPEG as the
macro-initiator and Sn(Oct)2 serving as a catalyst. The hydroxyl group of mPEG-PCL was modiﬁed
to a carboxylic acid group and was connected with mPEG-PCL diblock copolymers. The theoretical
molecular weight of mPEG-PCL is deﬁned as 9450 Da whereas the molecular weight of mPEG is 550 Da.

Figure 1. Synthesis scheme of the mPEG-PCL-COOH diblock copolymer.

2.3. Characterization of Biopolymers
Thermal properties were measured by differential scanning calorimetry (Jade DSC, PerkinElmer,
Waltham, MA, USA). Samples with weights ranging from 5 to 10 mg were put into the aluminum
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pans with two series of heating and cooling. The samples were heated up to 150 ◦ C and cooled down
to 20 ◦ C. All operations were conducted at the rate of 10 ◦ C/min. The vibrational spectra of Fourier
transform infrared spectroscopy were carried out on a FTIR 410 (JASCO, Tokyo, Japan) ranging from
4000 to 400 cm−1 . The powdery polymers were mixed with KBr powder and compressed into a
disk for FTIR measurements. Two-hundred ﬁfty-six (256) scans were performed in all specimens,
and the spectrum was recorded. The average molecular weight (Mw ) and the polydispersity (PDI,
Mw /Mn ) of the polymers were determined by Gel Permeation Chromatography (GPC 270, Viscotek,
Malvern, UK) connected with a refractive index detector. Tetrahydrofuran (THF) was used as an
eluent. The molecular weight was calculated using standard polystyrene samples as references. The
molecular structure of the polymer was determined by nuclear magnetic resonance spectrophotometry
(500 MHz, Bruker, MA, USA). The 1 H NMR spectra of the block biopolymers were recorded, using
D-chloroform (CDCl3 ) as the solvent. Further, the average molecular weight and grafting percentage
of the biopolymers were calculated based on the spectra.
2.4. Fabrication of Porous Scaffolds of mPEG-PCL-COOH/HAp
The powders of polymer and HAp were mixed at a weight ratio of 2:1 in a glass container.
To ensure thorough mixing of the powders, the mixing was performed using a homemade roller.
The fused deposition modeling of the mixed powder was performed in a homemade air pressure-aided
deposition system. It consists of a sample compartment (stainless steel cylinder) surrounded by
a heating system (heater, controller, and nozzle), the air pressure pump, three-axes motors, and
self-developed software (NI LabView).
The mixed powder was heated up to 60 ◦ C for complete melting. Afterward, a pressure of 15 psi
was applied to extrude the molten sample from an 18-gauge nozzle onto a computer-controlled x-y-z
table. The extruded ﬁlament was laid down layer-by-layer in three different layer orientations: 0◦ /90◦ ,
staggered 0◦ /90◦ , and 0◦ /90◦ /+45◦ /−45◦ at a speed of 4 mm/s. The structure of scaffolds was
computer-designed (Figure 2). The average pore size measurements of the scaffolds can be found in
our previous study [9]. In our study, scaffold surfaces were modiﬁed by RGD peptide grafting. RGD
peptide is known to enhance cell adhesion by binding the intergen αvβ3 in the cell membrane [32].
In brief, polymers created COOH functional groups, and were prepared by our home-made RP machine.
Scaffolds were immersed in a solution of dimethylaminopropyl-3-ethylcarbodiimide hydrochloride
(EDC, 0.2 M) + N-hydroxysuccinimide (NHS, 0.1 M) in (2-(N-morpholino)-ethanesulfonic acid (MES
buffer, 0.1 M in d2 H2 O) for 30 min to activate the hydroxyl groups and then rinsed in d2 H2 O. After
that, immobilization of RGD peptides was achieved with a solution of RGD peptides (10−3 M) by
phosphate buffered solution (PBS) for 24 h at 4 ◦ C. After grafting, the scaffolds were rinsed with d2 H2 O
(100 mL) for 10 min in order to remove non-grafted peptides.

Figure 2. The structure of (A) lay-down patterns 0◦/90◦(90ECR/90ECR); (B) staggered 0◦ /90◦ (SECR/SECR);
and (C) 0◦ /90◦ /+45◦ /−45◦ (45ECR/45ECR) scaffold designs.
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2.5. Determination of Inorganic Components in the Scaffolds
Thermogravimetric analysis was used to determine the mass change of a scaffold as a function
of temperature or time. This analysis conﬁrmed that the composite contained the correct amounts of
inorganic components, e.g., hydroxyapatite. Samples with weights ranging from 10 to 20 mg were put
into the furnace with one series of heating. The sample was heated from 25 ◦ C to 900 ◦ C. All operations
were conducted at the rate of 10 ◦ C/min.
2.6. Mechanical Testing of the Scaffolds
Compression tests were conducted on all structures of the fabricated scaffolds. Compressive
properties of the scaffolds were measured by using the material compression test system (Chun Yen
Testing Machines CY-6040A4). Specimen dimensions were 10 mm in length, 10 mm in width, and 4 mm
in height. Conducted with a cross-head displacement speed of 1 mm/min, compressive strengths were
obtained from the testing system and Young’s modulus were calculated.
2.7. In Vitro Degradation
Rapid-prototyped scaffolds (10 × 10 × 4 mm) were prepared into rectangle shape for degradation
testing. In vitro degradation study was carried out in PBS solution according to the standard protocol
ASTM F1635 [33]. The RP scaffolds grafting RGD peptide were sterilized under UV light irradiation
for 2 h, placed in 100 mL glass container containing 50 mL of PBS and incubated at 37 ◦ C shaking
with 50 rpm for three months. Scaffolds of each degradation period were taken out at different periods
of time, washed with distilled water, and vacuum dried for characterization analysis.
2.8. Synthesis of UV-Curable GMHA
First, 1 g of hyaluronic acid (Mw = 4.4 × 105 ) was dissolved in 100 mL PBS and covered overnight
under continuous stirring. After it was fully dissolved, 100 mL N,N-dimethylformamide (DMF),
18.04 mL triethylamine (TEA) and 35.11 mL glycidyl methacrylate (GM) were added separately, in that
order, and stirred for 10 days. After that, the solution was then precipitated as a white solid in acetone
of 10-fold volume, centrifuged to remove the acetone at 5000 rpm for 10 min. The precipitate was then
dissolved in deionized water, and subjected to dialysis (MWCO = 8 kDa) in deionized water for 24 h.
Finally, the samples were frozen in −80 ◦ C and freeze-dried to obtain the product.
2.9. Isolation and Identiﬁcation of Mesenchymal Stem Cells
The mesenchymal stem cells (MSCs) were isolated from BALB/c mice. Bone marrow was collected
from six-week old BALB/c mice that were sacriﬁced by carbon dioxide. Their femurs were carefully
cleaned of adherent soft tissue and metaphyseal ends of the bones were removed to expose the
bone marrow cavity, and bone marrow was harvested through a 0.22 μm ﬁlter by ﬂushing with
Dulbecco’s modiﬁed Eagle’s medium-low glucose (DMEM-LG) supplemented with 10% fetal bovine
serum (FBS) and 1% penicillin/streptomycin. MSCs were characterized by positive localization of
the multipotent mesenchymal stem cell markers, like CD105, and negative localization of CD34.
MSCs should characteristically show positive localization of CD44, CD29, CD105, and CD90, but no
localization of hematopoietic markers CD45 or CD34. Flow cytometery could be used to determine
the characteristic of MSCs. The cultured MSCs were retrieved by trypsin digestion. Cells aliquots
(1 × 105 ) were washed with ﬂuorescence-activated cell sorting buffer, called stain buffer (2% FBS, 0.1%
NaN3 in PBS), incubated on ice for 30 min, and stained with ﬂuorescein isothiocyanate (FITC)- and
phycoerythrin (PE)-conjugated monoclonal antibodies against mouse CD34 and CD105 (eBioScience).
After washing twice with FACS buffer, the cells were ﬁxed with 1% paraformaldehyde (Sigma) in
PBS. At least 10,000 events were collected for further analysis using a FACSVantage cytometer and
CellQuest software (BD, San Jose, CA, USA).
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2.10. Cytotoxicity Assay
MSCs were seeded onto scaffolds (length = 10 mm, width = 10 mm and height = 4 mm) and GMHA
gel (concentration of 0.25% to 1%) in the 24-well plate at a density of 2 × 104 cells/mL, respectively.
Each well was cultured with low-glucose Dulbecco’s Modiﬁed Eagle’s Medium (DMEM-LG) with 10%
fetal bovine serum (FBS, Gibco) and 1% penicillin/streptomycin from 24 h to 72 h, and cell activity
was determined by the MTT (3-(4,5-dimethylthiazol-2-yl)-2,5,-diphenyl-tetrazolium bromide) assay.
MTT reagent of 5 mg/mL was added 100 μL to each well, followed by incubation for four hours in an
incubator at 37 ◦ C with 5% CO2 . After removing the medium, 1 mL DMSO was then added to each
well to dissolve formazan, and transferred to a 96-well microtiter shaking plate for 15 min, and OD
at 570 nm were determined with an ELISA plate reader.
2.11. Cell Adhesion and Viability
The MSCs were pre-seeded in each of the scaffolds with 1 × 105 cells/mL in a 24-well culture
plate, followed by incubation for four hours in an incubator at 37 ◦ C with 5% CO2 . After cell seeding,
all of scaffolds were induced to undergo growth medium for one month. For staining of cytoskeletons,
all of the culture media was removed, adding 4% buffered paraformaldehyde for 30 min, then removed,
permeabilized in 0.1% Triton X-100, and incubated with Invitrogen Alexa Fluor® 488 Phalloidin to
stain the cytoskeleton protein for 30 min. After incubation, the samples were washed with PBS.
Nuclei were stained with 4 6-diamidino-2-phenylindole (DAPI) for 1 min before imaging through
the Nikon ECLIPSE Ti-s ﬂuorescence microscope. Cell viability was assessed using an Invitrogen
LIVE/DEAD Viability/Cytotoxicity Kit containing approximately 2 μM calcein-AM and 4 μM EthD-1
as a working solution.
2.12. Chondrogenic Differentiation
MSCs were pre-seeded in each scaffold with 1 × 107 cells/mL in a 24-well culture plate, followed
by incubation for four hours in an incubator at 37 ◦ C, 5% CO2 . After that, all of the scaffolds were
induced to undergo chondrogenic differentiation. Speciﬁcally, the constructs were cultured in basic
medium as the control consisted of DMEM-high glucose supplemented with 100 nM dexamethasone,
50 μg/mL ascorbic acid, 100 μg/mL sodium pyruvate, 40 μg/mL proline, and 50 mg/mL ITS + 1 liquid
media supplement. The chondrogenic differentiation medium was the basic medium with 10 ng/mL
recombinant human transforming growth factor-beta 1 (TGF-beta 1; PeproTech Inc., Rocky Hill, NJ,
USA). At days 7, 14, 21, and 28, the samples were harvested for subsequent characterization.
2.13. Real-Time Polymerase Chain Reaction (qPCR) Analysis of Gene Expression
Total RNA was extracted using the mirVana™ miRNA Isolation Kit (Invitrogen, Carlsbad, CA,
USA). Isolated RNA was reverse-transcribed with a High-Capacity cDNA Reverse Transcription Kit
(Invitrogen, Carlsbad, CA, USA), and real-time PCR analysis was performed using the ABI 7300 Real-Time
PCR System (Applied Biosystems, Foster City, CA, USA) with Power SYBR® Green PCR Master Mix
(Invitrogen, Paisley, UK). Real-time PCR conditions were as follows: 95 ◦ C for 8.5 min, followed by
40 cycles of 95 ◦ C for 30 s, 58 ◦ C for 30 s, and 72 ◦ C for 30 s. The relative expression ratio between the
target genes and the control group were calculated. The PCR primers were as follows: Sox9: forward,
5 -CGGCTCCAGCAAGAACAAG-3 and reverse, 3 -TTGTGCAGATGCGGGTACTG-5 ; Aggrecan:
forward, 5 -AGATGGCACCCTCCGATAC-3 and reverse, 3 -ACACACCTCGGAAGCAGAAG-5 ;
Col2a1: forward, 5 -GGAGGGAACGGTCCACGAT-3 and reverse, 3 -AGTCCGCGTATCCACAA-5 ;
GAPDH: forward, 5 -GCATTGTGGAAGGGCTCA-3 and reverse, 3 -GGGTAGGAACACGGAAGG-5 .
Transcription levels were normalized to GAPDH.
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2.14. Biochemical Analysis
Sulfated glycosaminoglycan (sGAG) content was spectrophotometrically determined with a
BiocolorTM Blyscan assay kit by 9-dimethylmethylene blue chloride (DMMB) methods. Cell number
was determined via extraction of total DNA with a genomic Geno PlusTM DNA extraction miniprep
system and quantiﬁcation of DNA content was determined using a Quant-iT PicoGreen dsDNA Assay
Kit. Quantitative total sGAG and total DNA were normalized for differences in each sample.
2.15. Animal Study
Six male New Zealand white rabbits (eight weeks old) were chosen as the animal model. Rabbits
were generally anaesthetized, and had their knees shaved and disinfected. Both knees of each
animal were operated during the same surgery, with arthrotomy made through a longitudinal medial
parapatellar incision and lateral dislocation of the patella. A 3 mm diameter circle was drilled in the
center of the medial femoral condyle and holes were left to bleed. Then, scaffolds and light-curing
gel containing TGF-beta 1 were implanted into the defect, cross-linking with 365 nm ultraviolet light
for 5 min (Figure 3). Joints were harvested after three months from implantation and evaluated
histologically as described below. Joints were ﬁxed in 4% buffered paraformaldehyde for one to two
weeks (replaced with fresh 4% buffered paraformaldehyde per three days). After that, joints were
demineralized by 10% ethylenediaminetetraacetic acid (EDTA) solution for one month (replaced with
fresh 10% EDTA solution per week). When demineralization ﬁnished, all of the specimens were
dehydrated in increasing grades of ethanol, defatted and cleared with xylene, and embedded in wax.

Figure 3. The illustration of animal model. Control group: create a bony defect 3 mm in diameter
and 8 mm in depth without scaffold implantation. Experimental group: scaffolds and light-curing gel
containing TGF-beta 1 were implanted into the defect, and cross-linked with 365 nm ultraviolet light.

2.16. Statistical Analysis
The results of all experimental data were expressed as means ± standard deviation and compared
using Student’s t-test. The difference was considered signiﬁcant when p < 0.05.
3. Results
3.1. Characterization of Diblock Biopolymers
Characteristics were observed between the DSC diagrams of mPEG-PCL and mPEG-PCL-COOH
polymers. The melting temperatures of mPEG-PCL and mPEG-PCL-COOH were identiﬁed at 60.63 ◦ C
and 59.06 ◦ C, respectively. The freezing temperatures were identiﬁed at 32.92 ◦ C and 36.34 ◦ C,
respectively. These results are in good agreement with the previous study in DSC [34], and no
signiﬁcant differences were observed between the mPEG-PCL and mPEG-PCL-COOH. Therefore, the
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temperature of the rapid prototyping machine heat module should be higher than 60 ◦ C to prepare
the scaffolds. In the FTIR spectra of the biopolymers, a strong absorption band associated with the
carbonyl group at 1731.76–1727.91 cm−1 was observed. Another peak at 1180.22 cm−1 indicated the
C–O–C stretching. The FTIR spectrum of mPEG-PCL-COOH showed the presence of hydroxyl (OH–)
stretching modes in the carboxyl group at 3444.24 cm−1 (Figure 4). Molecular weight and distribution
of biopolymers were also characterized by GPC and 1 H NMR, respectively, and summarized in Table 1.
The results of GPC are shown in Table 1. As can be seen, the total molecular weight and polydispersity
(PDI, Mw /Mn ) of mPEG-PCL-COOH biopolymer is 9514.33 ± 389.70 and 1.19 ± 0.01, respectively.
The typical signals of the 1 H NMR spectra of both mPEG-PCL and mPEG-PCL-COOH were detected
as shown in Figure 5, and CDCl3 was used as a solvent, thus conﬁrming that the ring opening
polymerization and coupling reaction were carried out. As seen in the spectrum of mPEG-PCL,
the characteristic peaks at 1.37, 1.62, 2.29, and 4.06 ppm are attributed to the methylene protons
of –(CH2 )3 –, –OCCH2 – and –CH2 OOC– in the PCL unit. The PEG unit shows its characteristic peaks
at 3.38 and 3.64 ppm, which are the signals of CH3 – and –CH2 CHO–. The spectra of mPEG-PCL-COOH
show succinic anhydride ring opening modiﬁcations of the carboxyl group at 2.66 ppm. The average
molecular weight (Mn ) was calculated by using 1 H NMR spectroscopy, in accordance with the previous
study [35].

Figure 4. The FTIR spectra of mPEG-PCL and mPEG-PCL-COOH, respectively.
Table 1. Mn , Mw , and PDI (Mn /Mw ) of mPEG-PCL determined by GPC and 1 H NMR.
Number average molecular weight (Mn ) of NMR
Number average molecular weight (Mn ) of GPC
Weight average molecular weight (Mw ) of GPC
Polydispersity (PDI) of GPC
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12546.07 Da
7969.67 ± 289.0144 Da
9514.33 ± 389.6977 Da
1.19 ± 0.0061
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Figure 5. 1 H NMR spectrum of (A) mPEG-PCL and (B) mPEG-PCL-COOH.

3.2. The Inorganic Component in the Scaffolds
Specimens taken from random spots and weighing approximately 10 mg, were heated from 25 to
900 ◦ C at 10 ◦ C per min. From thermogravemetric analysis (TGA), it was observed that the onset of
thermal degradation started at about 300 ◦ C, and at 400 ◦ C the entire amount of PCL had degraded.
However, there was no thermal degradation observed in pure HAp, as heating was performed only
up to 900 ◦ C, Thermal stability of the HAp was evident from the TGA curve obtained up to 900 ◦ C.
In fact, the thermal degradation temperature of HAp is in the range between 1360 ◦ C to 1400 ◦ C [36].
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The total weight loss of the HAp sample of about 2 wt % can be attributed to the loss of physically
and chemically absorbed water and CO2 elimination as a result of the decarbonation process in the
range 400 ◦ C to 900 ◦ C. As seen in the TGA of the scaffolds, the weight percentage that was left in
the pan indicated the composition of HAp, which was 33 wt %. This is a good indication that the
physically blended biocomposite was homogeneously mixed.
3.3. Mechanical Properties and Degradation of Scaffolds
To investigate the inﬂuence of HAp incorporated into the scaffolds on the mechanical properties,
compression testing was performed on three different structures (90ECR, 45ECR, and SECR) and HAp
impregnation. The compressive strength of three different structures of scaffolds, adding HAp or
not, is shown in Figure 6. The compressive strength of 90ECRH (with a lay-down patterns of 0◦ /90◦ )
structure is the highest, which was similar to articular cartilage [37]. Therefore, 90ECRH was chosen
for the following experiments. In the degradation test, scaffolds were immersed in PBS at 37 ◦ C,
shaking at 50 rpm to imitate the human articular environment for three months. It is well-known
that proper degradation in a physiological environment is one of the most important characteristics
of a scaffold in tissue engineering. The degradation behavior of the scaffolds was evaluated from
the weight loss and morphological changes. The incorporation of time increases the degradation of
the scaffolds. After 12 weeks of degradation, sample weight lost 85 wt %, compressive and Young’s
modulus decreased from 7.15 MPa to 2.47 MPa and from 120.92 MPa to 75.76 MPa, respectively. the
half-life of the scaffold is over 60 days.

Figure 6. Compressive strength of each structure of scaffolds (three groups of samples were tested).

3.4. Scanning Electron Microscope Imaging
The SEM image of materials and scaffold before degradation and after degradation were scanned
by Hitachi TM-1000. In the image of scaffolds before degradation, there is a smooth surface of ﬁber.
After 12 weeks of immersion in PBS, scaffolds exhibited the rough surface with HAp exposure. The
image of the scaffolds clearly illustrates the white dots on the fracture and erosion surface, and
homogeneously distributed inside the scaffolds. According to the fracture and erosion surfaces, the
scaffold underwent surface erosion.
3.5. Extraction and Identiﬁcation of MSCs
In this study, all of the mesenchymal stem cells were isolated from four-weeks old BALB/c mice
from BioLASCO. The MSCs positively expressed CD29, CD44, CD105, and Sca-1. Nevertheless, they
were negative for CD3, CD19, CD11b, CD45, CD117, CD34, TER-119, CD86, H-2kb, and I-Ab [38].
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We chose FITC-conjugated CD34 and PE-conjugated CD105 to conﬁrm cell surface markers by BD
FACSCalibur. Over 80% of the cells showed red ﬂuorescence (CD105-PE) and only 2% of cells showed
green ġﬂuorescence (CD34-FITC). Therefore, the cells were identiﬁed to be MSCs isolated from the
femurs of BALB/c mice.
3.6. Cytotoxicity
Cytotoxicity of the scaffolds and synthesized gels were assessed by MTT assay. The cells have
been seeded on the scaffold or on the gel to co-culture for three days. Figure 7A shows the proliferation
behavior of MSCs on the surface of scaffolds after cells were seeded and cultured from day 1 to day 3
under standard conditions. Cell viability increased as culturing time increased. After three days
culturing, the O.D. value increased one-fold in comparison to day 1. In Figure 7B the cell viability of
GMHA gel is shown. There is a slight cytotoxicity in higher concentrations of GMHA; nevertheless,
the O.D. value increased as the culturing time increased. Therefore, for the in vivo study, we chose 1%
GMHA gel to encapsulate the growth factor.

Figure 7. Cytotoxity of (A) scaffolds and (B) GMHA by MTT assay. Error bars represent means with
standard deviation.

3.7. Cell Adhesion and Cell Viability
The morphology and cytoskeleton organization of the cells on the constructs was analyzed after
phalloidin staining of the F-actin. For cells adhesion on 2D slides coated with materials, RGD peptide
grafting could enhance the formation of F-actin which appeared as a green ﬁber inside the cells.
The DNA content of cells also showed higher quantiﬁcation in comparison to un-grafted and control
groups (Figure 8). In 3D culturing, obviously, cells increased signiﬁcantly with the increase of the
culture time on the constructs, and cell viability was good according to the LIVE/DEAD staining,
as shown in Figure 9. The DNA content of cells showed the highest quantiﬁcation on day 21.
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Figure 8. The DNA content of cell adhesion on 2D materials. Three days after cell culture, DNA
detection showed that grafting RGD peptide in the material can effectively enhance cell attachment
and proliferation.

Figure 9. The phalloidin staining of the F-actin and LIVE/DEAD staining of cells on 3D scaffolds
after 7, 14, 21, and 28 days of culturing.

3.8. Gene Expression
To evaluate the chondrogenic and hypertrophic differentiation of MSCs, real-time polymerase
chain reaction (qPCR) was performed for selecting chondrogenic markers (type II collagen, aggrecan,
and Sox9). Gene expressions were normalized to GAPDH and to cells culturing with growth medium
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of selected chondrogenic markers. Figure 10 shows the relative gene expression of Col2a1 (Figure 10A),
aggrecan (Figure 10B), and Sox9 (Figure 10C), respectively. MSCs seeded on scaffolds, culturing with
chondrogenic differentiation medium showed higher aggrecan gene expression on day 28, higher
Col2a1 gene expression on day 21, and higher Sox9 gene expression on day 14, respectively.

Figure 10. Chondrogenic differentiation of MSCs in aggregate culture following transduction. Relative
expression of mRNA of (A) type II collagen; (B) aggrecan; and (C) Sox9 of MSCs cultured in vitro
for up to 28 days. mRNA expression levels were normalized to the housekeeping gene GAPDH and
control group.

3.9. sGAG Content
MSCs could differentiate into chondrocytes in the presence of transforming growth factor -beta
and dexamethasone. In our study, chondrogenic differentiation of MSCs was induced by chondrogenic
differentiation medium containing transforming growth factor-beta, dexamethasone, and 1% ITS + 1
supplement for four weeks. Sulfated glycosaminoglycan (sGAG) quantiﬁcation analysis was
performed by using the Blyscan™ Glycosaminoglycan Assay kit. After four weeks of culture, Figure 11
showed the content of sGAG normalized to the content of DNA, culturing in the chondrogenic
differentiation medium has a higher level compared with that cultured in the growth medium. The
sGAG/DNA ratio increased signiﬁcantly as the culture time increased.

Figure 11. Biochemical analysis of MSCs differentiation. (A) sGAG contents of the MSCs after 7,
14, 21, and 28 days of differentiation; (B) DNA contents of the MSCs after 7, 14, 21, and 28 days of
differentiation and (C) normalized s-GAG contents with respect to DNA contents.
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3.10. Histological Analysis
In histological analysis, rabbit articular cartilage sections were stained with Alcian blue and
periodic acid-schiff (PAS) double-staining with a Polyscience Alcian Blue/PAS kit. Alcian blue staining
indicated sGAG accumulation, imparting a blue color to the acidic mucins and other carboxylated
or weakly sulphated acid mucosubstances. Periodic Acid Schiff reaction was then used to stain the
basement membranes, glycogen, and neutral mucosubstances pink to red. Mixtures of neutral and
acidic mucosubstances will appear purple due to positive reactions with both Alcian Blue and PAS.
Figure 12 shows sections stained by Alcian Blue and PAS double staining, after 12 weeks scaffolds and
GMHA gel containing TGF-beta 1 were implanted. Articular cartilage and subchondral bone were
healed in comparison to the control group, which showed only bone formation.

Figure 12. The histological staining (Alcian blue/PAS staining) and specimen of cartilage sections of
rabbit after 12 weeks after implantation. (A) The control group with only bone formation; and (B) the
experimental group showed bone and hyalin cartilage regeneration (arrow means defect); (C) The
specimen of the experimental group showed good cartilage and bone regeneration on the surface layer
and residual un-degraded scaffold in the deep layer.

4. Discussion
Tissue engineering and modelling of native articular cartilage in vivo requires an appropriate
density and function of chondrocytes in a three-dimensional environment. Many studies have
reported how one or more materials affect osteoarthritis, however, in those cases, their research
should isolate primary cells from volunteers or patient-self to pre-culture with materials before
implanting [3,39,40]. In our study, we proposed MSCs mixing with the implant by capillarity so that
we do not need to pre-culture the chondrocytes with the implant before using. Therefore, scaffolds
play an important role in directing 3D tissue regeneration [41]. According to Woodﬁeld et al. [13] and
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Wang et al. [7], traditional processing could not control the intra-structure of the scaffold. Using
RP, it is possible to control the critical factors affecting tissue regeneration within the scaffold,
like pore size and interconnection. Pore size of 300 μm is better for MSCs proliferation and
chondrogenic differentiation [42], and a high interconnection of the scaffold could result in capillarity
and homogeneous distribution of cells. Adding HAp to the prototyped scaffold could increase the
mechanical properties. The array type of the ﬁlament could inﬂuence the structure properties, as well.
In our experiments, compositions of polymers and HAp with a weight ratio 2:1, and laying down
patterns 0◦ /90◦ signiﬁcantly increased the compressive strength up to 30% (Figure 6). The compressive
strength of the scaffold is 7.15 Mpa, which is consistent with the values reported by De Santis et al. [43]
for rapid-prototyped hydroxyapatite-reinforced PCL/PEG scaffolds, ranging between 5.7 MPa and
13 MPa. The Young’s modulus of our RP HAp-reinforced scaffold is 120.92 Mpa, also similar to the
value reported by De Santis et al., ranging between 41 MPa and 125 MPa. The values are higher than
those without HAp reinforcement, as reported by Wang et al. [31].
In in vitro studies, MSCs could adhere, proliferate, and differentiate on the scaffold biomanufactured
through RP. TGF-beta will activate TGF-β receptor II on the cell surface and then bind with TGF-β
receptor I, inducing TGF-β receptor II and TGF-β receptor I to combine in a heteromeric complex,
activating the downstream Smad pathway [44,45]. In gene expression of chondrogenic differentiation,
Sox (Sry-type high mobility group box) acts as a DNA-binding protein involved in the regulation
of sex determination, bone development, and neurogenesis formation in the animal development
process [46]. Sox9 is one of the transcription factors in the Sox family involved in the regulation
of bone development. It has a transcriptional activation domain in the high-mobility-group-box
DNA-binding domain, combining with a special sequence of minor DNA grooves. In the process
of chondrogenic differentiation, Sox9 will bind chondrocyte-speciﬁc enhancers of Col2a1, activating
the target gene of chondrogenic differentiation [47,48]. MSCs cultured with appropriate conditions,
affecting growth factor TGF-beta, the Sox9 gene will express in the early stage of chondrogenic
differentiation (Figure 10C) [49]. The Sox9 gene can also enhance aggrecan promoter activity [50], that
is, aggrecan gene expression is slower than Sox9 gene expression (Figure 10B).
In in vivo studies, we reported the successful use of RP scaffolds inﬁltrated with GMAH gel
containing TGF-beta for regeneration of articular cartilage defects in rabbits. We implanted RP
scaffolds inﬁltrated with GMHA gel containing TGF-beta into osteochondral defects in rabbits,
without exogenous cell seeding. These scaffolds could recruit endogenous bone marrow MSCs for
chondrogenesis and facilitate hyaline cartilage regeneration. There are three types of cartilage (hyaline
cartilage, ﬁbrocartilage, and elastic cartilage) [51]. Compared to other types of cartilage, hyaline
cartilage has fewer ﬁbers in its matrix, and microscopy investigations show that this type of cartilage
looks very smooth. After 12 weeks from implantation, sections were stained by Alcian blue/PAS, and
we found that cartilage and subchondral bone were healed in the implanted group; nonetheless, we
found no cartilage formation in the control group (Figure 12). RP scaffolds can promote bone healing
as is known from our previous study [10]; nevertheless, this is our ﬁrst time to promote cartilage
regeneration. The new formation of cartilage is hyaline cartilage, and the ﬁbrocartilage was composed
of a ﬁbrous layer, proliferative layer, hypertrophic layer, and mineralized layer. The hyaline cartilage
had a homogeneous structure, and consisted simply of a cartilaginous matrix and chondrocytes [52].
Unlike other studies in cartilage regeneration [13,17,25,31], our study integrated required factors
for cartilage growth. We used FDM to fabricate a biodegradable porous PCL scaffold, modiﬁed by
RGD peptide grafting for cell adhesion, and light-curing HA gel containing TGF-beta 1 on the surface
for cartilage regeneration. This biphasic scaffold can offer both mechanical support and a biological
environment for bone and cartilage regeneration.
5. Conclusions
In our study, we showed that a rapid-prototyped scaffold inﬁltrated with UV light-cured
hyaluronic acid hydrogel containing growth factor TGF-β1 could enhance the healing of the
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osteochondral defect in the knees of rabbits. This approach showed good integration of scaffolds
coupled to hyaline cartilage repair tissue without damaging the adjacent native articular cartilage.
The osteochondral defect was ﬁlled with the bio-composite and biodegradable implant, blood
with mesenchymal stem cells was added to the implant by capillarity, and then differentiated into
chondrocytes on it. Compared to current treatments of osteoarthritis, our study proposed a new
clinical option for a surgical treatment of osteoarthritis.
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Abstract: The aim of this study was to fabricate biodegradable poly-L-lactic acid (PLLA) bone screws
containing iron oxide (Fe3 O4 ) nanoparticles, which are radiopaque and 3D-printable. The PLLA
composites were fabricated by loading 20%, 30%, and 40% Fe3 O4 nanoparticles into the PLLA.
The physical properties, including elastic modulus, thermal properties, and biocompatibility of
the composites were tested. The 20% nano-Fe3 O4 /PLLA composite was used as the material for
fabricating the 3D-printed bone screws. The mechanical performance of the nano-Fe3 O4 /PLLA
bone screws was evaluated by anti-bending and anti-torque strength tests. The tissue response
and radiopacity of the nano-Fe3 O4 /PLLA bone screws were assessed by histologic and CT imaging
studies using an animal model. The addition of nano-Fe3 O4 increased the crystallization of the
PLLA composites. Furthermore, the 20% nano-Fe3 O4 /PLLA composite exhibited the highest thermal
stability compared to the other Fe3 O4 proportions. The 3D-printed bone screws using the 20%
nano-Fe3 O4 /PLLA composite provided excellent local tissue response. In addition, the radiopacity
of the 20% nano-Fe3 O4 /PLLA screw was signiﬁcantly better compared with the neat PLLA screw.
Keywords: radiopaque polymer; 3D printed bone screw; iron oxide nanoparticles; poly-L-lactic acid

1. Introduction
Metallic bone screws are widely used in the healing of bony defects. Nonetheless, their use
requires a second surgical procedure to remove them after healing [1,2]. Additionally, the high elastic
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modulus of metallic implants results in stress shielding effect, which leads to a decrease in bone quality
and delayed bone healing [3]. Recently, bone screws fabricated with biodegradable polymers were
introduced to overcome these problems. Among these biodegradable polymers, polylactic acid (PLA)
is commonly used in orthopedic devices, dental rehabilitation, drug delivery, and injectable tissue
engineering [4]. One of the advantages of using PLA to fabricate bone implants is that it is easy to
shape the bone graft to ﬁt the defect.
Recently, additive manufacturing technologies have been used to manufacture customized
scaffolds. Among these technologies, fused deposition modelling (FDM) has been extensively applied
for the fabrication of three-dimensional (3D) bio-scaffolds in the biomedical ﬁeld [5–9]. Previous reports
indicate that PLA can be used as an FDM printing material for bone tissue engineering [3,10]. However,
using PLA for fabricating bone implanta has two disadvantages. First, due to the low mechanical
properties, the application of PLA must be limited only at non-weight bearing sites. Second, due to
its low speciﬁc gravity and electron density, PLA cannot be detected by X-ray radiography [11]. This
drawback makes evaluating the degradation and position of PLA devices during placement and
healing difﬁcult.
To overcome these problems, researchers began incorporating inorganic materials into the PLA to
make composite materials. Fe3 O4 nanoparticles exhibited excellent osteogenic effects [12–14]. In 2011,
De Santis et al. incorporated iron oxide (Fe3 O4 ) nanoparticles into poly(ε-caprolactone) (PCL) matrix
to fabricate magnetic scaffolds. They found that the addition of the Fe3 O4 nanoparticles increased
the elastic modulus of the PCL by 10% [8]. Recently, several researchers added Fe3 O4 nanoparticles
into PLA to fabricate multifunctional biomaterials [15–17]. Although Fe3 O4 nanoparticles show strong
contrast in magnetic resonance imaging (MRI) studies [18], whether or not Fe3 O4 nanoparticle–PLA
composites demonstrate radiopacity is not well studied. In 2015, Huang’s group developed an X-ray
imaging-enhanced PLA bone screws using Fe3 O4 nanoparticle–PLA composites [19]. Their results
showed that nano-Fe3 O4 /PLLA screws provided better osteogenic properties compared to that of neat
PLLA screws. In addition, this material can be used as a 3D printing material. However, the in vitro
biocompatibility and thermal properties of the material were not discussed in their report.
The aim of this study was to fabricate Fe3 O4 nanoparticle-PLA bone screws using FDM technology.
The local tissue response and in vitro calorimetric and mechanical properties of the fabricated screws
were evaluated.
2. Materials and Methods
Before the fabrication procedure of the nano-Fe3 O4 /PLLA composite began, the Fe3 O4
nanoparticles (99.9%, 50 nm, Long Ton, Inc., Taipei, Taiwan) and PLLA powder (molecular weight of
100 kDa, Wei Mon Industry Co., Taipei, Taiwan) were dried at 80 ◦ C overnight. Then, a twin-screw
extruder was used to mix the two materials at 150 ◦ C. The extruded nano-Fe3 O4 /PLLA was cooled
in a water bath at 25 ◦ C. A pelletizer was used to cut the nano-Fe3 O4 /PLLA composite into
small granules. Four nano-Fe3 O4 /PLLA composites containing 0, 20%, 30% and 40% (w/w) Fe3 O4
were manufactured to test for the optimal nano-Fe3 O4 /PLLA ratio for fabricating the bone screws.
Three nano-Fe3 O4 /PLLA samples were prepared by injection molding at an injection temperature
of 210 ◦ C to test the thermal and biological properties of the composite material. For cell culture
tests, nano-Fe3 O4 /PLLA discs with a diameter of 1 cm were fabricated. In addition, 1.65-mm
nano-Fe3 O4 /PLLA rods 20 cm in length were also produced to serve as a feeding material for
FDM printing.
2.1. Thermal Properties of the Fe3 O4 /PLLA Composites
The thermal properties of the nano-Fe3 O4 /PLLA composites were analyzed using differential
scanning calorimetry (DSC) (Q100, TA Instruments, Inc., California, CA, USA). A dried sample
(5 mg) under nitrogen ﬂow (50 mL/min) was used. During DSC tests, the samples were heated
from 25 to 200 ◦ C at a rate of 10 ◦ C/min. Then, the samples were maintained at 200 ◦ C for 2 min.
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During the cooling stage, the samples were cooled from 200 to 30 ◦ C at 10 ◦ C/min and remained at this
temperature for 3 min. The heating–cooling scans were performed twice. To reduce the error due to
thermal resistance between the composite and the bottom of the DSC crucible and irregular molecular
structure in the composite, the glass transition temperature (Tg ), cold crystallization temperature (Tc ),
and melting temperature (Tm ) of the samples were determined from the second scan. The thermal
stability of the samples was detected using a thermogravimeter (TGA, TG 209 F3 Tarsus, Netzsch,
Gerätebau GmbH, Bavarian, Germany). During the tests, 3-mg samples were heated from room
temperature to 900 ◦ C at a rate of 20 ◦ C/min. The thermal decomposition temperatures (Tonset ) and
the degradation peak temperature (Tpeak ) were reduced.
2.2. In Vitro Biocompatibility Tests of the Fe3 O4 /PLLA Composites
To test the in vitro biocompatability of Fe3 O4 /PLLA composites, MG63 osteoblast-like cells
were cultured on injection molded Fe3 O4 /PLLA discs that were placed in 24-well culture
plates at a density of 1 × 104 cells/well. The cells were cultured in Dulbecco’s Modiﬁed
Eagle’s Medium (DMEM; HyClone, Logan, UT, USA) with with 10% fetal bovine serum, 4 mM
L -glutamine, and 1% penicillin–streptomycin. The discs were cultured in 5% CO2 at 37 ◦ C
and 100% humidity for 1–4 days. The cell viability was determined by staining with MTT
(3-[4,5-dimethyl-thiazol-2-yl]-2,5-diphenyltetrazolium bromide) reagent (MTT kit; Roche Applied
Science, Mannheim, Germany). The optical absorbance measured at the wavelengths of 570/690 nm in
a microplate reader (Model 2020, Anthos Labtec Instruments, Eugendorf, Wals, Austria) was used to
determine the cell viability.
2.3. Fabrication of Nano-Fe3 O4 /PLLA Bone Screws
The screws designed and 3D printed in this study were 3.1 mm in diameter and 12 mm in length
with a self-tapping tip. The thread width was 0.3 mm. The geometry of the screw model was established
using commercial software (Solidworks, Inc., Waltham, MA, USA). The meshed model was imported
into 3D printing software (ReplicatorG 0037, Makerbot, NY, USA) and transferred to the G-code
format (Skenforge, Makerbot, NY, USA). As shown in Figure 1, a fused deposition modeling (FDM)
machine (Born One, Wanwall, Honk Kong, China) was used to fabricate nano-Fe3 O4 /PLLA bone
screws. The printing thickness was 0.15 mm for each layer. The injection molded nano-Fe3 O4 /PLLA
rods were fed into the extraction nozzle at an extrusion temperature of 185 ◦ C. During the physical
property tests, we found that the nano-Fe3 O4 /PLLA composite with mix ratios greater than 20%
signiﬁcantly decreased the thermal stability of the PLLA. Thus, only 20% nano-Fe3 O4 /PLLA bone
screws were fabricated and used in the following experiments. For all the tests, neat PLLA screws
were used as the control group.

Figure 1. FDM fabricated bone screws using (a) neat PLLA and (b) 20% nano-Fe3 O4 /PLLA composites.
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2.4. Mechanical Tests of the Bone Screws
To test the mechanical strength of the FDM-made nano-Fe3 O4 /PLLA bone screws, the ultimate
anti-torque strength and bending strength of the screws were evaluated. According to previous
studies [20,21], solid-rigid polyurethane form bone blocks (Sawbones Paciﬁc Research Laboratories
Inc., Washington, WA, USA) were used as simulated bone. The simulated bone blocks were cut into
cubic units (1 cm × 2 cm × 2 cm). For each bone block specimen, pilot holes (2.5 mm in diameter)
were prepared using a drill with the same diameter as the bone screw. After cavity preparation,
the fabricated bone screws were screwed into the simulated bone blocks. Before testing, the samples
were clamped onto a clamp stand. The peak anti-torque strength of the screws was averaged from
the measurements of ﬁve samples using a digital torque meter (TQ-8800, Lulton Electronic Enterprise,
Taipei, Taiwan).
For the bending strength test, the screw/simulated bone samples were mounted on a
custom-designed holding stage and rigidly ﬁxed on the base plate of the universal testing machine
(AGS-1000D, Shimadzu, Tokyo, Japan). As shown in Figure 2, the test screws were 90◦ off the axis to
produce a bending force on the samples. A vertical pre-load of 0.5 mm was directly applied to the
screw by a force head before testing. Then, the force was applied downward at a rate of 0.05 mm/s
until the samples fractured. Five specimens were tested, and for each, the maximum applied load was
recorded. The average value of the maximum applied load causing each tested sample to fail was
deﬁned as the “bending strength”. For all the mechanical tests, neat PLLA screws served as controls.

Figure 2. Schematic setup of the bending strength test.

2.5. Animal Experiments
The Institutional Animal Care and Use Committee approved the protocols for all of the animal
testing performed in this study (LAC-2014-0123). Three New Zealand white rabbits aged eight months
and weighing 3.0–3.5 kg were used as subjects. For each rabbit, one 20% nano-Fe3 O4 /PLLA bone
screw was implanted in the left femoral condyle while a neat PLLA screw (control) was implanted
in the right leg of the rabbits. Before the bone screw operations, the animal received intramuscular
injection (15 mg/kg tiletamine-zolazepam) (Zoletil 50, Virbac, Carros Cedex, France) for general
anesthesia. In addition, 2% epinephrine (1.8 mL) was injected at each femoral condyle for local
anesthesia. After the skin incision and muscle dissection, a drilled cavity (2.5 mm in diameter) was
prepared at both implant sites.
After the bone screws had been implanted, the muscle and skin were closed with absorbable
sutures (Vicryl® 4.0, Ethicon, Somerville, NJ, USA). To control pain and reduce the risk of infection,
antibiotics were intramuscularly administered for three consecutive days. The animals were killed
four weeks post-surgery using a humane method.
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The femoral condyles with the bone screws were excised and ﬁxed in 10% formalin.
Micro-computed tomographic (micro-CT) images of the bone samples were taken at an energy
level of 55 kV at 181 A (Skyscan 1076, Skyscan, Antwerp, Belgium) to determine the radiopacity
of the nano-Fe3 O4 /PLLA screws. After micro-CT examination, histomorphometric observation was
performed using the same bone blocks. Demineralization was done according to the method of
Ayukawa et al. 1998. The bone blocks were cut with a diamond blade saw into 2 mm slices [22].
After dehydration, the slices were embedded in parafﬁn wax, and 10 μm sections were prepared
using an ultramicrotome (Bright 5040, Bright Instrument, Cambs, UK). For histological examination,
the specimens were stained with hematoxylin and eosin and observed using a light microscope (CH2,
Nikon, Tokyo, Japan) equipped with a digital camera (Coolpix 950, Nikon, Tokyo, Japan) [23].
2.6. Statistical Analysis
Differences in elastic modulus and cell viability between the nano-Fe3 O4 /PLLA composites with
various mix ratios were tested using one-way analysis of variance. For the mechanical tests of the
fabricated bone screws, Student’s t-test was used to examine the differences in anti-torque strength and
bending strength between the neat PLLA screws and the 20% nano-Fe3 O4 /PLLA screws. Probability
values less than 0.05 were considered signiﬁcant.
3. Results
Figure 3 shows the DSC thermograms recorded for the nano-Fe3 O4 /PLLA composites.
The thermograms of the samples showed no signiﬁcant glass transition. Table 1 shows that the
crystallization temperature (Tc ) of the PLLA composites mixed with various amounts of nano-Fe3 O4
particles (103–109 ◦ C) was lower than that of neat PLA (117.1 ◦ C). That is, the nano-Fe3 O4 /PLLA
composite started to crystallize before the neat PLLA. Additionally, thermograms of the neat PLLA
display marked double melting peaks at 162.3 and 167.9 ◦ C for the ﬁrst and second melting peaks,
respectively. As the nano-Fe3 O4 /PLLA mix ratio increased, the double melting peak changed to a
single melting peak. The high-temperature melting peak of nano-Fe3 O4 /PLLA composites did not
shift with increasing mix ratio.

Figure 3. DSC thermograms of the four nano-Fe3 O4 /PLLA composites with various nano-Fe3 O4 /PLLA
ratios.
Table 1. Thermal properties of nano-Fe3 O4 /PLLA composites.
Fe3 O4 (%)

Tg

Tc

Tm

T onset

T peak

0%
20%
30%
40%

61.4
59.2
60.4
59.4

117.1
109.1
106.2
103.5

167.9
167.1
166.5
166

309.0
317.7
314.6
311.9

363.9
338.2
325.0
320.4
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Figure 4 illustrates the thermography of the nano-Fe3 O4 /PLLA composites. The addition of 20%
nano-Fe3 O4 particles to the PLLA improved the thermal stability of the polymer (Table 1). The initial
decomposition temperature (Tonset ) of the neat PLLA was 309.0 ◦ C, which rose to 317.7 ◦ C when 20%
nano-Fe3 O4 particles were added. However, it decreased to 314.6 and 311.9 ◦ C when the mix ratios
were 30% and 40%, respectively. The presence of nano-Fe3 O4 particles reduced the degradation peak
temperature (Tpeak ). For the neat PLLA, the Tpeak was recorded as 363.9 ◦ C. Tpeak was 338.2 ◦ C for
the 20% nano-Fe3 O4 /PLLA composite, 325.0 ◦ C for the 30% composite, and 320.4 ◦ C for the 40%
nano-Fe3 O4 /PLLA composite.

Figure 4.
TGA patterns
nano-Fe3 O4 /PLLA ratios.

of

the

four

nano-Fe3 O4 /PLLA

composites

with

various

MG63 osteoblast-like cells were cultured on the Fe3 O4 /PLLA composites for four days to test
the biocompatibility of the Fe3 O4 /PLLA composites. Figure 5 illustrates the growth of the MG63
cells seeded on the nano-Fe3 O4 /PLLA composites. The cells demonstrated normal growth curves
on all the composites. The cell numbers were increased in both the Fe3 O4 /PLLA composite groups
and the neat PLLA group throughout the entire culture period. When comparing cells grown on the
nano-Fe3 O4 /PLLA composites with the various nano-Fe3 O4 /PLLA ratios, no statistically signiﬁcant
differences in cell numbers were observed for any counting interval over the four-day period.

Figure 5. Cell growth assay for MG63 cells seeded onto the nano-Fe3 O4 /PLLA composites and
incubated for four days.

In Figure 6a, the bending strength of the neat PLLA bone screw is 20.6 ± 5.9 N. The addition of
20% nano-Fe3 O4 to the PLLA had no signiﬁcant effect on the bending strength of the screw. A similar
result was obtained in the anti-torque strength experiment. The maximum anti-torque strength of the
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neat PLLA was 5.9 ± 1.0 N-cm (Figure 6b). The statistical analysis showed no difference between the
neat PLLA and 20% nano-Fe3 O4 /PLLA screws.

(a)

(b)

Figure 6. Comparison of (a) bending strength and (b) maximum anti-torque strength between bone
screws manufactured with neat PLLA and 20% nano-Fe3 O4 /PLLA composite.

When the bone screws were placed in the rabbits for four weeks, new bone formation at the
implant/bone interface was observed both in nano-Fe3 O4 /PLLA group (Figure 7a) and neat PLLA
group (Figure 7b). Furthermore, along with the degradation process, bone tissue grew into the
nano-Fe3 O4 /PLLA screw at the bone interface between threads. Leached nano-Fe3 O4 /PLLA debris
was surrounded by bone tissue without an observable inﬂammatory response or side effect (Figure 7a).
Figure 8 shows typical micro-CT images of the implanted bone screws. The neat PLLA screws showed
no radiopacity and could not be distinguished from the surrounding tissue (Figure 8a). However,
the addition of 20% nano-Fe3 O4 particles signiﬁcantly improved the radiopacity of the PLLA screw.
The boundary and location of the 20% nano-Fe3 O4 /PLLA screw were easily identiﬁed without any
blooming artifact (Figure 8b).

Figure 7. Histology of the bone tissue at the screw/bone interface for (a) 20% nano-Fe3 O4 /PLLA group
and (b) neat PLLA group after four weeks of healing. The black arrow indicates debris leached from
the nano-Fe3 O4 /PLLA composite, which is surrounded by bone tissue. There is no observable local
toxicity in the bone tissue. Black arrows indicate the leached nano-Fe3 O4 /PLLA debris was surrounded
by bone tissue. Scale bar: (a) 0.3 mm (b) 0.5 mm.
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Figure 8. Typical micro-CT images of (a) neat PLLA screw and (b) 20% nano-Fe3 O4 /PLLA screw
implanted in rabbit bone. The addition of 20% Fe3 O4 nanoparticles signiﬁcantly improved the
radiopacity of the PLLA screws.

4. Discussion
We applied an FDM method for 3D printing of nano-Fe3 O4 /PLLA composite bone screws.
The screws were produced by extruding the PLLA composite via a heated extrusion nozzle. Thus,
the nano-Fe3 O4 /PLLA used in this study was a thermoplastic material with the appropriate viscosity
when melted so that it could be extruded from the extrusion nozzle. FDM technology may be used
to print poly(ε-caprolactone)/Fe3 O4 [8] and neat PLLA [3] devices directly for tissue engineering.
Nonetheless, whether the addition of nano-Fe3 O4 particles to the PLLA affects their viscosity and 3D
printability has not been systematically investigated. Although body temperature is only 36–37 ◦ C,
the material may be subjected to a temperature of 185 ◦ C when used for FDM fabrication. Thus the
thermal stability of the nano-Fe3 O4 /PLLA composite at such a high temperature was tested in this
study. The glass transition temperature is related to the physical properties of the PLLA. The DSC
thermograms of the samples (Figure 3) showed no signiﬁcant shift in glass temperature transition.
Thus, the fabricated nano-Fe3 O4 /PLLA composites may be used to manufacture the bone screws using
the FDM method (Figure 1).
The crystallization temperature (Tc ) was affected by the addition of nano-Fe3 O4 particles. It is well
known that a lower crystallization temperature results in faster crystallization [24]. Thus, the addition
of nano-Fe3 O4 particles into the PLLA reduced the energy required to achieve crystallinity. The melting
behavior of PLLA is complex. As shown in Figure 3, the neat PLLA exhibited double melting peaks.
This is because PLLA is a semi-crystalline polymer made up of different types of crystals [24,25].
Additionally, the presence of the ﬁller signiﬁcantly modiﬁed the overall crystallinity. The change
in the ratio of the ﬁrst and the second melting peaks of the samples indicates that the nano-Fe3 O4
particles inﬂuence the size of the crystals. The low-temperature melting peak of the PLLA composites
increased with the increasing nano-Fe3 O4 /PLLA ratio. It is because the increase in nano-Fe3 O4 makes
the crystallization of PLLA more complete, and the number of imperfect crystals decreases [26].
Overall, the changes of Tc and Tm (Figure 3 and Table 1) indicate that the nano-Fe3 O4 particles act as a
nucleating agent to enhance the crystallization rate [24,27]. This improves the perfection of the crystals
in the PLLA [24,27].
Researchers have added various contrast agents to enhance the radiopacity of polymeric
devices. Most investigators reported that these compounds reduced the thermal stability of the
polymer [11,28,29]. However, our results showed a different trend. The addition to Fe3 O4 nanoparticles
improving not only the radiopacity of the PLLA (Figure 8b) but also increasing the thermal stability of
the polymer. Figure 4 and Table 1 show that the highest decomposition temperatures occurred when
20% Fe3 O4 nanoparticles were incorporated into the PLLA. This result is consistent with the report
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by Rakmae et al. (2011). They found that the addition of ﬁller to the PLLA increased the thermal
decomposition temperatures (Tonset ) of the composite compared with that of the neat polymer [30].
They reported that the thermal stability of the PLLA composite was due to the thermally stable ﬁller,
which decreased the decomposition of the polymer. These additives may act as barriers to prevent heat
transfer [30]. This improvement also contributes to the interface interaction between the nanoparticles
and the PLLA [31]. However, the composites containing 30% or 40% Fe3 O4 have lower thermal
decomposition temperatures than that of 20% samples. It may be due to the decrement of molecular
weight during mixing with a higher ratio of inorganic ﬁller [32]. The addition of 20% nano-Fe3 O4
particles provided the best dispersion and distribution of nano-Fe3 O4 particles in the PLLA.
The CT image shown in Figure 8b demonstrated that the addition of nano-Fe3 O4 particles at 20%
provided excellent X-ray visibility. These ﬁndings are consistent with previous reports that the addition
of 20% contrast agent to polymers provided optimal X-ray visibility without altering the physical
properties of the polymer [29,33]. Thus, it is reasonable to suggest that the 20% nano-Fe3 O4 /PLLA has
optimal thermal stability as well as radiopacity. However, the bending strength of this composite is
still not large enough for use in weight-bearing areas. It only can be used in non-weight-bearing areas.
Although PLLA is a non-toxic, biodegradable material, the biocompatibility of the added contrast
agents is still a concern when it leaches into the surrounding tissue during the degradation process.
For example, BaSO4 was introduced as the contrast agent for increasing the radiopacity of bone cement.
However, it was reported that BaSO4 induced osteolysis [28]. Figure 7 shows the osteoblastic cells
cultured on the surfaces of the nano-Fe3 O4 /PLLA discs. The cells demonstrated normal morphology
and growth curves. When the material was 3D printed to make the screw and implanted into the tibia of
the rabbits, bone tissue growth into the screw was observed (Figure 7). The leached nano-Fe3 O4 /PLLA
was found in the bone marrow as well as at the screw-bone interface. No adverse effects on the
rabbit bone tissue were found. Thus, the nano-Fe3 O4 /PLLA composite was safe for use as an implant.
However, the animal study was performed for only four weeks, the long-term systemic toxicity and
inﬂammation response due to hydrolosis of this PLLA screw cannot be determined. This is the
limitation of the current study. In addition, to reduce the toxicity and inﬂammation response, lower
amounts of iron oxide nanoparticles and iron oxide nanoparticles coated with a biocompatible polymer
shell [8] can also be considered to incorporate into PLLA polymer.
5. Conclusions
In conclusion, the 20% nano-Fe3 O4 /PLLA bone screw fabricated in this study demonstrated good
biocompatibility, physical, and radiopacity properties. It can be a potential material for fabricating
3D-printed bone screws with radiopacity. These results may serve as a useful reference for future
advanced studies of such composites.
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Abstract: Recently, several thermogelling materials have been developed for biomedical applications.
In this study, we prepared methoxy polyethylene glycol (MPEG)-b-(poly(ε-caprolactone)-ran-poly(2chloride-ε-caprolactone) (PCL-ran-PfCL)) (MP-Cl) diblock copolymers at room temperature via the
ring-opening polymerization of caprolactone (CL) and 2-chloride-ε-caprolactone (fCL) monomers,
using the terminal alcohol of MPEG as the initiator in the presence of HCl. MPEG-b-(poly(εcaprolactone)-ran-poly(2-azide-ε-caprolactone) (PCL-ran-PCL-N3 )) (MP-N3 ) was prepared by the
reaction of MP-Cl with sodium azide. MPEG-b-(poly(ε-caprolactone)-ran-poly(2-amine-ε-caprolactone)
(PCL-ran-PCL-NH2 )) (MP-NH2 ) was subsequently prepared by Staudinger reaction. MP-Cl and
MP-N3 showed negative zeta potentials, but MP-NH2 had a positive zeta potential. MP-Cl, MP-N3 ,
and MP-NH2 solutions formed opaque emulsions at room temperature. The solutions exhibited a
solution-to-hydrogel phase transition as a function of the temperature and were affected by variation
of the chloride, azide, and the amine pendant group, as well as the amount of pendant groups
present in their structure. Additionally, the phase transition of MP-Cl, MP-N3 , and MP-NH2
copolymers was altered by pendant groups. The solution-to-hydrogel phase transition was adjusted
by tailoring the crystallinity and hydrophobicity of the copolymers in aqueous solutions. Collectively,
MP-Cl, MP-N3 , and MP-NH2 with various pendant-group contents in the PCL segment showed
a solution-to-hydrogel phase transition that depended on both the type of pendant groups and
their content.
Keywords: thermogelling; diblock copolymer; pendant group; crystallinity; phase transition

1. Introduction
Over the past few decades, several thermogelling materials have been investigated extensively for
a broad range of biomedical applications, such as in drug- or cell-delivery carriers [1]. Thermogelling
materials can absorb water and swell in aqueous environments, which allow them to retain
large amounts of ﬂuids [2–4]. Fully hydrated thermogelling material solutions can incorporate
various therapeutic agents such as drugs, growth factors, gene products, or cells by simple mixing.
Thermogelling material solutions can be injected and solidiﬁed at the speciﬁc injected body site [5–7].
Various thermogelling materials have been developed. Among them, block copolymers consisting
of (methoxy)polyethylene glycol (MPEG), poly(propylene oxide), and biodegradable polyesters, such
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as poly(L-lactic acid) (PLLA), poly(glycolic acid), their copolyesters, or poly(ε-caprolactone) (PCL),
have been reported as potential thermogelling candidates [8–12].
Previously, we developed MPEG-b-PCL (MP) and MPEG-b-polyester diblock copolymers,
(MPEG-b-(PCL-ran-PLLA), MPEG-b-(PCL-ran-poly(trimethylene carbonate)), and MPEG-b-(PCLran-poly(1,4-dioxan-2-one)), as thermogelling materials [13–16].
Among these, the MP material exhibited favorable thermogelling properties, such as long-term
gel persistence. Furthermore, MP was synthesized by ring-opening polymerization of ε-caprolactone
(CL) in the presence of HCl·Et2 O as monomer activator [13]. This ring-opening polymerization is
especially attractive for biomedical application because HCl·Et2 O can be easily removed from MP.
Recently, we examined the thermogelling properties of MP diblock copolymers derivatized with
a carboxylic acid group, an amine group, and a zwitterionic group at the end of an MP chain [17,18].
The functional groups on MP diblock copolymers engaged in intra- and inter-molecular interactions
to stabilize or destabilize diblock copolymer chain aggregates. The end-group derivatization of
MP diblock copolymers can lead to macroscopic gelation through the formation of intra- and
inter-molecular interactions.
In a later study, we prepared thermogelling diblock copolymers using benzyl, hydroxyl or
carboxylic acid groups in the pendant-position derivatization of diblock copolymers [19]. We found that
intra- and inter-molecular interactions among hydrophobic PCL segments can stabilize or destabilize
aggregation depending on functional pendant groups.
Based on these results, we concluded that the formation or destruction of a structured network of
PCL hydrophobic blocks depends on the functional groups in the chain end or the pendant positions
and thus induces different thermal phase-transition behaviors.
In this work, on the basis of previous studies, we introduced different pendant groups into
MP to alter the thermogelling behavior of the MP copolymer in aqueous solutions, as shown in
Figure 1. We ﬁrstly describe the ring-opening polymerization of CL and 2-chloride-ε-caprolactone
(fCL) monomers by metal-free method in the presence of HCl·Et2 O. The ROP of CL and fCL were
randomly copolymerized with varying feed ratios to prepare MPEG-b-(poly(ε-caprolactone)-ran-poly(2chloride-ε-caprolactone)) (MPEG-b-(PCL-ran-PfCL)) (MP-Cl) diblock copolymers.
Next, MPEG-b-(poly(ε-caprolactone)-ran-poly(2-azide-ε-caprolactone)) (MPEG-b-(PCL-ranPCL-N3 )) (MP-N3 ) was prepared by the reaction of MP-Cl with sodium azide. Subsequent Staudinger
reaction yielded MPEG-b-(poly(ε-caprolactone)-ran-poly(2-amine-ε-caprolactone)) (MPEG-b-(PCLran-PCL-NH2 )) (MP-NH2 ). The effects of chloride, azide and amine pendant groups on intraand inter-molecular interactions were tested. Then, we examined the solution-to-hydrogel phase
transitions of MP-Cl, MP-N3 , and MP-NH2 as a function of temperature to understand how the type
and amount of pendant groups and the solubility and crystallinity of MP-Cl, MP-N3 , and MP-NH2
stabilize or destabilize aggregation.
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Figure 1. Synthesis of MP-Cl, MP-N3 and MP-NH2 diblock copolymers.
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2. Materials and Methods
2.1. Materials
MPEG (number-average molecular weight Mn = 750, Sigma, St. Louis, MO, USA) and
HCl (Aldrich; 1.0 M solution in diethyl ether, Sigma, St. Louis, MO, USA) were used as
received. ε-Caprolactone (CL) (TCI, Tokyo, Japan) was distilled over CaH2 at a reduced pressure.
2-Chlorocyclohexanone (TCI, Tokyo, Japan), 3-chloroperoxybenzoic acid (Sigma, St. Louis, MO, USA),
sodium azide (Sigma, St. Louis, MO, USA), and triphenylphosphine (Sigma, St. Louis, MO, USA) were
used as received. CH2 Cl2 was distilled sequentially from CaCl2 and CaH2 in a nitrogen atmosphere
before use.
2.2. Characterization
1 H-NMR and 13 C-NMR spectra were measured using a Varian Mercury Plus 400 (Oxford
Instruments, Abingdon, UK) with CDCl3 in the presence of Tetramethylsilian (TMS) as an internal
standard. The molecular-weight distributions of MP-Cl, MP-N3 , and MP-NH2 were measured at 40 ◦ C
using a YL-Clarity GPC system (YL 9170 RI detector) equipped with three columns (Shodex K-802,
K-803 and K-804 polystyrene gel columns). For this measurement, CHCl3 was used as the eluent, at a
ﬂow rate of 1.0 mL/min, and polystyrene was used for calibration. FT-IR spectra were measured by
using a Thermo Nicolet 6700 spectrometer (Thermo Electron Corporation, Runcorn, UK). The melting
temperature (Tm ) and the heat of fusion (ΔHm ) of MP-Cl, MP-N3 and MP-NH2 were determined using
differential scanning calorimetry (DSC; Q1000, TA Instruments, Eschborn, Germany) performed from
−80 to 200 ◦ C at a heating rate of 5 ◦ C/min in a nitrogen atmosphere. DSC of MP-Cl, MP-N3 , and
MP-NH2 in aqueous solutions (20 wt %) was performed from 10 to 60 ◦ C at a heating rate of 5 ◦ C/min
in a nitrogen atmosphere. The heat of fusion per gram of MP-Cl, MP-N3 and MP-NH2 was calculated
according to the area under the peak. The crystallinity of MP-Cl, MP-N3 and MP-NH2 in aqueous
solutions (20 wt %) was measured by X-ray diffraction (XRD; D/MAX-2500V/PC, Rigaku, Tokyo,
Japan). A Ni ﬁlter at 35 kV and 15 mA generated the radiation. The samples were placed in a quartz
sample holder and scanned from 10 to 60◦ at a scanning rate of 5◦ /min. The electrophoretic mobility
of 0.1 wt % MP-Cl, MP-N3 and MP-NH2 copolymer solutions was measured by electrophoretic light
scattering photometer (ELSZ-1000; Otsuka Electronics, Osaka, Japan) at 37 ◦ C. The measured mobility
was converted to zeta potential of copolymer solutions.

2.3. Synthesis of MPEG-b-PCL Diblock Copolymer (MP)
MP diblock copolymers with PCL molecular weights (2410 g/mol) using MPEG (750 g/mol) were
prepared via a previously reported block copolymerization method [8].
2.4. Preparation of 2-Chloro-ε-caprolactone (fCL)
All glasses were heated in a vacuum and ﬂushed with dry nitrogen stream for drying. All reactions
were conducted in dry nitrogen stream. 3-Chloroperoxybenzoic acid (5.2 g, 30 mmol) was placed in a
100 mL ﬂask and dissolved at CH2 Cl2 (20 mL). 2-Chlorocyclohexanone (2 g, 15 mmol) was added to the
solution, which was maintained at room temperature. After 48 h, the resulting solution was washed
with a saturated aqueous NaHSO3 solution and an aqueous NaHCO3 solution several times, followed
by washing with a brine solution. The organic phase was dried over anhydrous magnesium sulfate
and concentrated by evaporation, yielding fCL, i.e., a light yellowish viscous liquid. The obtained
mixture was puriﬁed by silica-gel column chromatography using a solution of n-hexane and ethyl
acetate (v/v = 70/30, Rf = 0.6) as an eluent, yielding 1.07 g (7.2 mmol, 48%) of clear liquid. 1 H-NMR
(CDCl3 ): 4.81 (s, 1H, –CH(Cl)–) 4.61 (t, 2H, –OCH2 –), 4.22 (t, 2H, –OCH2 –), 2.05 (m, 4H, –CH2 –, –CH2 –),
1.82 (m, 4H, –CH2 –). 13 C-NMR (CDCl3 ): 169.6, 69.2, 58.8, 34.0, 29.1, 26.1. Anal. Calcd. for C6 H9 ClO2 ,
C: 48.50, H: 6.11. Found: C: 48.27, H: 6.02.
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2.5. Synthesis of MPEG-b-(poly(ε-caprolactone)-ran-poly(2-chloride-ε-caprolactone))
(MPEG-b-(PCL-ran-PfCL)) (MP-Cl) Diblock Copolymers
All glasses were heated in a vacuum and dried via ﬂushing with dry nitrogen stream. We used
the typical polymerization process for producing MP-Cl-97/3 with a CL/fCL ratio of 97/3 using
MPEG (750 g/mol) as an initiator, as follows. MPEG (1.6 g, 2.1 mmol) and toluene (55 mL) were added
into a ﬂask. Azeotropic distillation was performed to remove water from the MPEG and toluene.
Then toluene was removed via distillation. CL (4.92 g, 43 mmol) and fCL (0.2 g, 1.3 mmol) were
introduced to the MPEG at room temperature under dry nitrogen stream. The polymerization was
started by the addition of a 1.0 M solution of HCl·Et2 O (3.2 mL, 3.2 mmol) at room temperature. After
24 h, the mixture was poured into a mixture of n-hexane to precipitate a polymer. The precipitated
polymers were obtained from the supernatant by decantation, dissolved in CH2 Cl2 , and then ﬁltered.
The resulting polymer solution was concentrated by rotary evaporation and dried in a vacuum, yielding
a colorless copolymer. In the same way, MP-Cl copolymers (MP-Cl-97/3, MP-Cl-95/5, MP-Cl-90/10
and MP-Cl-85/15) were prepared. The molecular weights and ratios of the PCL and PCL-Cl segments
in the copolymers were determined by comparing the intensity of the carbonyl carbons in PCL and
PCL-Cl segments at δ = 172.7 and 169.6 ppm, respectively, at 13 C-NMR peaks.
2.6. Synthesis of MPEG-b-(poly(ε-caprolactone)-ran-poly(2-azide-ε-caprolactone))
(MPEG-b-(PCL-ran-PCL-N3 )) (MP-N3 ) Diblock Copolymers
MP-Cl (5 g, 1.6 mmol, with 0.05 mmol concentration of Cl group) and DMF (23 mL) were inserted
into a ﬂask. Sodium azide (0.01 g, 0.1 mmol) was added to the MP-Cl solution at room temperature
under nitrogen, and the mixture was stirred at 65 ◦ C for 48 h. The reaction mixture was then poured
into a mixture of n-hexane and ethyl ether (v/v = 4/1) to precipitate the polymer, which was separated
from the supernatant by decantation. The obtained polymer was redissolved in CH2 Cl2 . The resulting
solution was washed with a brine solution. The organic phase was concentrated using a rotary
evaporator and dried in vacuum to obtain a yellowish copolymer.
2.7. Synthesis of MPEG-b-(poly(ε-caprolactone)-ran-poly(2-amine-ε-caprolactone))
(MPEG-b-(PCL-ran-PCL-NH2 )) (MP-NH2 ) Diblock Copolymers
MP-N3 (4 g, 1.3 mmol, concentration of azide group: 0.04 mmol) and DMF (20 mL) were
introduced into a ﬂask. Triphenylphosphine (0.02 g, 0.08 mmol) was added to the MP-N3 solution at
room temperature under nitrogen, and the mixture was stirred at room temperature. After 10 h, H2 O
(1 mL) was poured into the reaction mixture, and the mixture was stirred for 1 h. The reaction mixture
was then poured into a mixture of n-hexane and ethyl ether (v/v = 4/1) to precipitate the polymer,
which was separated from the supernatant by decantation. The obtained polymer was redissolved in
CH2 Cl2 . The resulting solution was washed with a saturated aqueous NaHCO3 solution several times.
The organic phase was dried over anhydrous magnesium sulfate and concentrated by evaporation to
obtain an opaque copolymer.
2.8. Determination of Sol-to-Gel Phase-Transition Times via Tilting Experiment
To examine the gelation time of the MP-Cl, MP-N3 and MP-NH2 copolymer solutions, the
copolymers were dissolved at 20 wt % in 4 mL vials at 80 ◦ C in deionized water (DW). The MP-Cl,
MP-N3 and MP-NH2 copolymers were obtained as homogeneous opaque emulsions and were stored
at 4 ◦ C. After 48 h, the homogeneous opaque emulsions in the vials were gently stirred at room
temperature, and the vials were immediately immersed in a 37 ◦ C water bath. While the vials were
maintained at 37 ◦ C, the time taken by the emulsions to stop exhibiting ﬂow was determined and
deﬁned as the gelation time.
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2.9. Determination of Sol-to-Gel Phase-Transition Times via Rheological Measurement
The gelation time of the MP-Cl, MP-N3 and MP-NH2 copolymers was measured using a rheometer
(MCR 102, Anton Paar, Ostﬁldern, Germany) with peltier temperature-control system for bottom plates
and a 25.0 mm stainless-steel parallel-plate measuring system. The storage modulus G and loss
modulus G” were measured under a 1.0% strain level at 37 ◦ C and calculated using the software of the
instrument. The gelation time was determined at the crossover point of the G and G” curves.
2.10. Viscosity Measurements
MP-Cl, MP-N3 , and MP-NH2 copolymers (0.5 g, 0.15 mmol) was dissolved in a 4 mL vial at 80 ◦ C
to obtain a concentration of 20 wt % by using DW and then stored at 4 ◦ C. After 48 h, the viscosities
of the copolymer solutions were measured using a Brookﬁeld Viscometer DV-III Ultra, which was
equipped with a programmable rheometer and circulating baths featuring a programmable controller
(TC-502P). The viscosity of the MP-Cl, MP-N3 and MP-NH2 copolymer solutions was determined
using a T-F spindle at 0.1 rpm from 10 to 60 ◦ C in increments of 1 ◦ C.
3. Results and Discussion
3.1. Preparation and Characterization of MP-Cl, MP-N3 , and MP-NH2
Firstly, MP-Cl was synthesized at room temperature via the ring-opening polymerization of the
monomer CL and fCL using the terminal alcohol of MPEG as the initiator in the presence of HCl·Et2 O.
The colorless MP-Cl diblock copolymers were obtained in almost quantitative yield.
1 H- and 13 C-NMR of the MP-Cl diblock copolymers exhibited characteristic peaks of MPEG, PCL,
and PCL-Cl (Figures 2 and 3). The methoxy, methylene, and methine protons 1, 3 and 9 were observed
at δ = 3.48, 4.21, and 4.18 ppm at 1 H-NMR peaks. The carbonyl carbons (–C(=O)) of PCL and PCL-Cl
segments were observed at δ = 172.7 and 169.6 ppm at 13 C-NMR peaks, respectively. 13 C-NMR of the
MP-Cl diblock copolymer also showed a peak that could be assigned to –C(H)(Cl)– at δ = 62.15 ppm.
The ratios of the PCL and PCL-Cl segments in the copolymers were determined according to the
carbon-integration ratios of carbonyl in the PCL and PCL-Cl segments, which agreed well with the
expected values. Additionally, the molecular weights of MP-Cl determined by NMR spectroscopy
were close to theoretical values calculated from different ratios of CL and fCL. This indicates that
the polymerization procedure yielded targeted MP-Cl diblock copolymers with a PCL-Cl content of
3–15 mol % in the PCL segment. The synthesis results for MP-Cl with Cl pendant group contents of
3–15 mol % in the PCL segment was summarized in Supplementary Materials Table S1. This result
clearly showed that we successfully prepared the MP-Cl by metal-free ring-opening polymerization of
the monomer CL and fCL.
Next, MP-N3 was obtained as light yellowish diblock copolymers through the modiﬁcation of
MP-Cl using sodium azide. The synthesis results for MP-N3 with azide pendant group contents of
3–15 mol % in the PCL segment was summarized in Supplementary Materials Table S1. 1 H- and
13 C-NMR of the MP-N diblock copolymer also exhibited characteristic peaks corresponding to PCL,
3
MPEG, and MP-N3 (Figures 2 and 3). Specially, the methine proton 15 of the –C(H)(N3 )– was observed
at δ = 3.85 ppm. The MP-N3 diblock copolymer showed a new 13 C-NMR peak owing to –C(H)(N3 )– at
δ = 61.82 ppm but complete disappearance of the signal at δ = 169.6 ppm, assigned to –C(=O) of the
PCL-Cl segments. The Fourier transform infrared (FT-IR) spectra of the MP-N3 diblock copolymer
exhibited characteristic peaks around 2105 cm−1 , which are assigned to the stretching of the azide
group (Supplementary Materials Figure S1). This indicates that the chloride group on MP-Cl was
quantitatively changed into the azide group.
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Figure 2. 1 H-NMR spectra of MP-Cl, MP-N3 and MP-NH2 diblock copolymers.

Figure 3.

13 C-NMR

spectra of MP-Cl, MP-N3 and MP-NH2 diblock copolymers.

Finally, an MP-NH2 diblock copolymer was obtained by the subsequent modiﬁcation of MP-N3
using the Staudinger reaction. The MP-NH2 diblock copolymer had the appearance of –C(H)(NH2 )
at δ = 62.97 ppm of 13 C-NMR. In addition, the azide group was completely disappeared in the FT-IR
spectra of the MP-NH2 diblock copolymer.
The obtained MP-N3 and MP-NH2 diblock copolymers with different composition ratios were
compared with a corresponding diblock copolymer via elemental analysis (Supplementary Materials
Table S2). The elemental analysis of the MP-N3 and MP-NH2 diblock copolymers showed values almost
similar to the expected values at all composition ratios. This result indicates that the pendant azide
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and amine groups were stoichiometrically modiﬁed into MP diblock copolymers and demonstrates
that the procedure described here generated the azide and amine-modiﬁed MP diblock copolymers.
To examine the electrostatic properties according to the variation in the composition ratios of
chloride, azide, and amine pendant groups, the zeta potential was measured in solutions of MP,
MP-Cl, MP-N3 and MP-NH2 diblock copolymers (Figure 4). The zeta potential of the MP solution was
−2.7 mV. The MP-Cl and MP-N3 exhibited negative zeta potentials at all composition ratios because
of the negative properties of the chloride and azide groups on MP-Cl and MP-N3 . The negative zeta
potentials of the chloride- and azide-group on alkyl or polymer chain were reported [20–23]. The zeta
potentials of MP-N3 were lower than those of MP-Cl at the same composition ratios. The zeta potentials
of the MP-Cl and MP-N3 solutions decreased almost linearly from −3.6 to −13.2 mV and −12.3 to
−22.5 mV, respectively, for the chloride- and azide-group contents of 3–15 mol %. MP-NH2 had a
positive zeta potential of 4.8 mV and increased almost linearly to 14 mV as the amine content increased.
These results indicate that the electrostatic properties of the MP-Cl, MP-N3 and MP-NH2
copolymers were affected by the variation of the chloride, azide and amine pendant groups, as
well as the amount of pendant groups in the structure.

Figure 4. Zeta potential versus block composition ratios for MP-Cl, MP-N3 and MP-NH2 diblock
copolymers with 3–15 mol % of chloride, azide and amine pendant groups.

3.2. Solution Properties of MP-Cl, MP-N3 and MP-NH2
Aqueous solutions of the MP-Cl, MP-N3 and MP-NH2 diblock copolymers were prepared
by dissolving them in DW at 80 ◦ C. The aqueous MP-Cl, MP-N3 and MP-NH2 solutions formed
opaque emulsions at room temperature (Figure 5). The solution properties of all the copolymers were
determined according to the emulsion formation time, the phase transition, and the gelation time
(Supplementary Materials Table S3). The MP has an emulsion formation time of 20 min and a gelation
time below 10 s.
Then, MP, MP-Cl, MP-N3 and MP-NH2 diblock copolymers in the emulsion-sol state were
individually incubated at 37 ◦ C. The time taken by incubation at 37 ◦ C to stop exhibiting a ﬂow of the
emulsions was determined as the gelation time, as summarized in Supplementary Materials Table S3.
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Figure 5. Images of MP-Cl, MP-N3 , and MP-NH2 diblock copolymer solutions with 3–15 mol %
chloride, azide and amine pendant groups at 25 and 37 ◦ C.

The emulsion formation time of MP-Cl decreased as the chloride-group content increased.
The emulsion formation time of MP-Cl with a chloride group content of 3 mol % was ~15 min,
and the time sharply decreased to 3 min as the chloride group content increased. The phase transition
of MP-Cl with chloride group contents of 3 and 5 mol % was observed at 37 ◦ C, and the gelation time
was ~30 s. MP-Cl with chloride group contents of 10 and 15 mol % had a short emulsion formation
time and no phase transition, probably owing to easy formation of emulsion of the MP-Cl diblock
copolymers in the aqueous solution.
The emulsion formation time of MP-N3 decreased as the azide group content increased.
The emulsion formation of MP-N3 was less than 10 min. In addition, for MP-N3 , at all azide group
contents, there was no phase transition, owing to easy formation of emulsion of MP-N3 diblock
copolymers in the aqueous solution.
MP-NH2 with amine group contents of 3 and 5 mol % had solubilization times of 10 and 5 min,
respectively, and a solution-to-hydrogel phase transition at 37 ◦ C. The gelation time increased from
20 to 50 s as the amine group content increased. MP-NH2 with an amine group content of 15 mol %
formed emulsion in the aqueous solution and thus showed no phase transition.
These results indicate that the phase transition and the gelation time of the MP-Cl, MP-N3 and
MP-NH2 copolymers were affected by the variation of the chloride, azide and amine pendant groups
as well as the amount of pendant groups present in their structure.
3.3. Rheological Properties of MP-Cl, MP-N3 and MP-NH2
The viscosities of a series of MP-Cl, MP-N3 and MP-NH2 copolymers containing various pendant
groups were measured as a function of temperature. Figure 6 shows the viscosity-temperature curves
of MP-Cl, MP-N3 and MP-NH2 with 3–15 mol % of chloride, azide and amine pendant groups. Below
28 ◦ C, the viscosities of the MP-Cl, MP-N3 and MP-NH2 solutions at all pendant group ratios were in
the range of 1–1000 cP, demonstrating that this ﬂuid-like zone corresponded to an emulsion of MP-Cl,
MP-N3 and MP-NH2 .
At 28–50 ◦ C, the viscosities of the MP-Cl, MP-N3 and MP-NH2 solutions increased, indicating
that in this zone, the copolymers became gel-like and that the interactions between the hydrophobic
blocks in MP-Cl, MP-N3 and MP-NH2 were strengthened in this temperature range. As the content of
pendant groups increased, the onset temperatures increased, and maximum viscosities decreased.
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Figure 6. Viscosity-versus-temperature curves of (a) MP-Cl with 3–15 mol % of chloride pendant
groups, (b) MP-N3 with 3–15 mol % of azide pendant groups, and (c) MP-NH2 with 3–15 mol % of
amine pendant groups.

For MP-Cl copolymers (Figure 7a), the onset temperatures of gelation increased as the amount of
chloride pendant groups increased in the MP-Cl copolymer, except in the case of MP-Cl with 15 mol %
of chloride. MP-Cl with 3, 5 and 10 mol % of chloride exhibited onset temperatures of 33, 35 and 38 ◦ C,
respectively. The order of maximum viscosities of MP-Cl at 37 ◦ C was 3 > 5 > 10 mol % of the chloride
group in the MP-Cl copolymer. MP-Cl with 15 mol % of the chloride group was dissolved in water,
yielding a viscosity of 1 cP, and no phase-transition behavior was observed.

Figure 7. Viscosity-versus-temperature curves of MP-Cl, MP-N3 , and MP-NH2 diblock copolymer
solutions with (a) 3, (b) 5, (c) 10, and (d) 15 mol % of pendant groups.
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MP-N3 and MP-NH2 exhibited similar onset temperatures and orders of viscosity at 37 ◦ C to MP-Cl
copolymers (Figure 7b,c). A solution-to-hydrogel phase transition was observed upon introduction of
chloride, azide and amine up to concentrations of 10 mol %. MP-Cl, MP-N3 and MP-NH2 with 15 mol %
of chloride, azide and amine showed a viscosity of 1 cP, indicating no phase transition.
The copolymers in order of increasing onset temperatures was MP-NH2 < MP-Cl < MP-N3 up to a
concentration of 10 mol %. MP-Cl, MP-N3 and MP-NH2 copolymers with 15 mol % of pendant groups
exhibited a viscosity of 1 cP, indicating no phase transition. The maximum viscosities decreased in the
order of MP-NH2 > MP-Cl > MP-N3 .
The order of the onset temperatures and maximum viscosities were similar to the order of the
zeta potentials for the MP-Cl, MP-N3 and MP-NH2 copolymers. For MP-NH2 copolymers, a cationic
pendant amine group on the PCL can stabilize aggregation between amine groups on the hydrophobic
PCL segments via hydrogen bonding, but higher concentrations of amine pendant groups in aqueous
solutions induce plenty of hydrogen bonding with surrounding large water.
A negative pendant chloride group on the PCL slightly stabilized the aggregation between the
hydrophobic PCL segments at low chloride contents but induced the destabilization of aggregation
between PCL segments at high chloride contents. Additionally, the large negative potential of the
azide group on the PCL showed less stabilization than the chloride group at all pendant contents.
Collectively, the pendant chloride, azide and amine groups of the MP-Cl, MP-N3 and MP-NH2
copolymers altered the packing or aggregation in the diblock copolymer solution, which was mediated
by intra- and inter-molecular hydrophobic interactions or hydrogen bonding between pendant groups.
These results suggest that pendant groups or the compositional ratio of MP-Cl, MP-N3 and MP-NH2
can be used to adjust the temperature-responsive window.
3.4. Crystallization of MP-Cl, MP-N3 and MP-NH2
As described in the previous section, the phase transition of the MP-Cl, MP-N3 and MP-NH2
copolymers was altered by pendant groups through intra- and inter-molecular aggregation of the
PCL blocks. To understand the intra- and inter-molecular aggregation between the hydrophobic
domains of MP-Cl, MP-N3 and MP-NH2 , the crystalline properties of MP-Cl, MP-N3 and MP-NH2
with 3–15 mol % of chloride, azide and amine pendant groups were examined according to the thermal
properties via DSC and XRD in the bulk and aqueous solutions.
The thermal properties of the copolymers were measured as summarized in Supplementary
Materials Table S4. The DSC thermograms of the diblock copolymer showed the peak assignable to
melting of the hydrophobic domains, which could be attributed to the crystallization enthalpy of the
hydrophobic domains. The thermal analysis indicated that the MP diblock copolymer exhibited a
melting temperature of 56 ◦ C and that the crystallization enthalpy of the MP diblock copolymers was
70 J/g. The solutions of the MP diblock copolymer exhibited a crystallization enthalpy of 11 J/g at a
melting temperature of 47.6 ◦ C. The degrees of crystallinity in the aqueous-solution copolymers were
estimated to be 37% via XRD.
MP-Cl diblock copolymers with 3–15 mol % of chloride pendant groups on the PCL segment
showed a decreasing crystallization enthalpy—from 53 to 18 J/g—with increasing number of
chloride pendant groups. The solutions of MP-Cl diblock copolymers also showed a decrease of
the crystallization enthalpy, which reached zero at a chloride group content of 15 mol %, probably
because of the complete phase mixing of the MP-Cl diblock copolymers in the aqueous solution.
The degrees of crystallinity in the aqueous-solution state of the MP-Cl diblock copolymers
decreased from 32% to 17% with increasing chloride pendant groups. These results indicate that the
chloride group on MP prohibited aggregation between the hydrophobic PCL segments. In the bulk
and aqueous phases, MP-N3 with 3–15 mol % of azide groups in the PCL segment showed almost the
same behavior as the crystallization enthalpy and the degrees of crystallinity of the MP-Cl diblock
copolymers. This result indicates that the azide group in the PCL segment prohibited aggregation
between the hydrophobic segments.
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The thermal properties of MP-NH2 copolymers containing 3, 5 and 10 mol % of amine
groups showed increases in the crystallization enthalpy—from 52 to 77 J/g—and the degrees of
crystallinity—from 31% to 36%—with increasing amine pendant groups, but with 15 mol % of amine
groups, the crystallization enthalpy decreased to 33 J/g, and the degree of crystallinity decreased
to 22%.
According to the XRD analysis of the MP-Cl diblock copolymer, the total crystallinity decreased
from 32% to 17% as the amount of the chloride pendant groups increased. For the MP-N3 diblock
copolymer, the total crystallinity decreased from 30% to 23% as the amount of the azide pendant
groups increased.
For the MP-NH2 diblock copolymer, the total crystallinity increased from 31% to 36% as the
amount of the amine group increased, except in the case of MP-NH2 -85/15. DSC and XRD indicate
that the crystallinity increased with the amount of amine pendant groups. This indicates that the
crystallinity of the MP-Cl, MP-N3 and MP-NH2 copolymers was affected by the variation of the
chloride, azide and amine pendant groups, as well as the amount of pendant groups in their structure.
The plausible mechanism for thermogelling of the amphiphilic diblock copolymers is proposed
by the formation of the microphase-separated micelles and the interconnection between micelles [24].
Thus, large crystallinity of hydrophobic domains can enhance and stabilize packing of interconnected
micelles. The presence of crystallinity in aqueous medium in this work strongly supports the idea that
the MP-Cl, MP-N3 and MP-NH2 diblock copolymer solutions stabilize the aggregation of hydrophobic
domains via intra- and inter-molecular interactions. However, the crystallinity of hydrophobic domains
of the MP-Cl, MP-N3 and MP-NH2 diblock copolymer solutions could rise or decline because the
functional pendant groups on MP diblock copolymers could stabilize or destabilize diblock copolymer
chain aggregation.
Collectively, the pendant chloride and azide groups induced weakened and/or prohibited
aggregation between the hydrophobic segments. The amine groups enhanced aggregation between the
hydrophobic segments via intra- and inter-molecular hydrogen-bonding interactions but weakened
the aggregation between the hydrophobic segments via complete phase mixing at an amine-group
content of 15 mol %.
4. Conclusions
We successfully prepared the MP-Cl by metal-free ring-opening polymerization of the monomer
CL and fCL. Then, MP-N3 and MP-NH2 with azide and amine pendant group contents of 3–15 mol %
in the PCL segment showed a solution-to-hydrogel phase transition that depended on both the type of
pendant groups and their content. The solution-to-hydrogel phase transition temperature was adjusted
by tailoring the crystallinity and hydrophobicity of the copolymers in aqueous solutions. Thus, we
consider that the proposed MP-Cl, MP-N3 and MP-NH2 copolymers with various pendant groups
can be utilized as injectable drug and cell carriers. Meanwhile, further experiments will be needed
to investigate the pH-responsible thermogelling behavior and their solution properties of pendant
group-functionalized diblock copolymers.
Supplementary Materials: The following are available online at www.mdpi.com/2073-4360/9/6/239/s1,
Figure S1: FT-IR spectra of MP-Cl, MP-N3 , and MP-NH2 diblock copolymers, Table S1: Synthesis of MP-Cl, MP-N3 ,
and MP-NH2 diblock copolymers, Table S2: Elementary analysis of MP-N3 and MP-NH2 diblock copolymers,
Table S3: Thermogelling properties of MP-Cl, MP-N3 , and MP-NH2 diblock copolymers, Table S4: Thermal
properties of MP-Cl, MP-N3, and MP-NH2 diblock copolymers.
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Abstract: The purpose of this study was to evaluate the potential of porous poly (D,L-lactic-co-glycolic
acid) (PLGA) microspheres (PMSs) immobilized on biphasic calcium phosphate nanoparticles (BCP
NPs) (BCP-IM-PMSs) to enhance osteogenic activity. PMSs were fabricated using a ﬂuidic device, and
their surfaces were modiﬁed with L-lysine (aminated-PMSs), whereas the BCP NPs were modiﬁed
with heparin–dopamine (Hep-DOPA) to obtain heparinized–BCP (Hep-BCP) NPs. BCP-IM-PMSs
were fabricated via electrostatic interactions between the Hep-BCP NPs and aminated-PMSs.
The fabricated BCP-IM-PMSs showed an interconnected pore structure. In vitro studies showed
that MG-63 cells cultured on BCP-IM-PMSs had increased alkaline phosphatase activity, calcium
content, and mRNA expression of osteocalcin (OCN) and osteopontin (OPN) compared with cells
cultured on PMSs. These data suggest that BCP NP-immobilized PMSs have the potential to enhance
osteogenic activity.
Keywords: porous microspheres (PMSs); biphasic calcium phosphate (BCP); MG-63 cells;
osteogenic activity

1. Introduction
To regenerate bone defects, bone grafts such as autografts and allografts are widely used. These
approaches lead to strong autograft osteoinduction, osteoconduction, and osteogenesis as well as
allograft osteoinduction and osteoconduction [1]. However, bone grafts have some disadvantages in
terms of pain, donor site morbidity, rejection, and disease transmission [2,3]. Given these problems,
bone tissue engineering involving a three-dimensional (3D) porous scaffold, stem cells, and cellular
stimulation (e.g., via growth factors or drugs) has become a recent focus of interest. Such engineering
could potentially help with regeneration or repair of bone defects [4]. 3D porous scaffolds provide
the structural support for cell adhesion, proliferation, and differentiation. They also act as substrates
for induction of new bone formation at the defect or injury site through surgical procedures [5,6].
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However, it is difﬁcult to regenerate or repair bone defects in non-invasive or minimally invasive
surgical procedures using 3D porous scaffolds.
From a clinical perspective, injectable scaffolds are a desirable alternative substrate for tissue
regeneration of irregular-shaped bone defects since only minimally invasive surgical procedures are
required. Moreover, injectable scaffolds have the advantages of small scars, short operation times, and
lower risk of infection since only 10–16 gauge needles are used [7,8]. Many injectable scaffolds have
been investigated, among which microspheres are generally believed to have the most utility as vehicles
for sustained drug or protein delivery due to their inherently small size, small volume, large speciﬁc
surface area, and high drug loading efﬁciency [9–11]. Porous microspheres have been determined
to be suitable carriers for cells, drugs, and proteins due to their interconnected structures extending
between external surface pores and internal core pores [12,13]. However, naked microspheres or
porous microspheres (i.e., without cells, proteins, drugs, or osteoconductive material) have potentially
limited ability to replace or regenerate bone tissue.
Bioceramics such as hydroxyapatite (HAp), calcium carbonate, calcium sulfate, and β-tricalcium
phosphate (β-TCP) have been used for the treatment of bone defects for over 30 years [14]. Biphasic
calcium phosphate (BCP) ceramics are related to a group of bone substitute materials consisting of
mixtures of HAp and β-TCP in ﬁxed ratios [15,16]. These materials have been shown to possess
excellent osteoconductivity, bioactivity, biocompatibility, and biodegradability [17–19]. Although
BCP ceramics have many advantages, their intrinsic brittleness makes them unsuitable in calcium
phosphate-based scaffolds with complex structures [20–22]. To overcome these drawbacks, composite
materials have been pursued. Compared with ceramic and polymers, these composite materials have
been shown to have better mechanical properties and osteogenic activity [22,23]. Polymer/ceramic
composite scaffolds have been fabricated by chemical foaming, solvent casting, particle/salt leaching,
and thermally-induced phase separation [24–28]. However, polymer/ceramic composite scaffolds also
have several limitations, including the presence of large aggregates and limited exposure of ceramics
on the scaffold surface. As an alternative approach, ceramics have been coated on the surfaces of
polymer scaffolds using simulated body ﬂuid (SBF) [23,29,30]. The SBF coating method requires a
time-consuming incubation and maintenance of SBF pH, which limits the effectiveness of this approach
to generate bioactive bone-like apatite layers on the scaffold surface. A previous study conducted by
Kim et al. demonstrated that nano-hydroxyapatite (N-HAp) grafted with anionic poly(ethylene glycol
methacrylate phosphate, PolyEGMP) was uniformly immobilized on a chitosan scaffold surface [31].
In addition, these scaffolds were shown to have strong osteogenic potential based on evaluation of
alkaline phosphate (ALP) activity in vitro and animal studies. More recently, HAp nanoparticles
(NPs) modiﬁed with heparin-dopamine (Hep-DOPA) and lactoferrin (LF) were shown to signiﬁcantly
increase alkaline phosphatase (ALP) activity, calcium content, and mRNA expression of osteocalcin
(OCN) and osteopontin (OPN) compared with HAp and Hep–HAp NPs [32].
Based on these previous studies, we fabricated porous microspheres (PMSs) using a ﬂuidic
device and then introduced positively charged amine groups onto the surfaces of the PMSs through
modiﬁcation with L-lysine. Additionally, Hep-DOPA was anchored on the surface of BCP NPs to
introduce negative charge. Finally, Hep-BCP NPs modiﬁed with Hep-DOPA were immobilized on the
surface of the aminated-PMSs modiﬁed with L-lysine in the MES buffer solution, thereby fabricating
BCP-immobilized PMSs (BCP-IM-PMSs). The objective of this study was to investigate the potential
of BCP-IM-PMSs to enhance osteogenic activity. Hence, we investigated alkaline phosphatase (ALP)
activity, calcium content, and gene expression in vitro. Also, we compared it to in vitro osteogenic
activities of unmodiﬁed PMSs and BCP-mixed PMSs (BCP-IM-PMSs).
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2. Materials and Methods
2.1. Materials
Poly (D,L-lactic-co-glycolic acid) (PLGA, 50:50, molecular weight: 30,000–60,000), poly vinyl
alcohol (PVA, molecular weight: 13,000–23,000, 98% hydrolyzed), dichloromethane (DCM), gelatin
from porcine skin, ascorbic acid, dexamethasone, and β-glycerophosphate were purchased from
Sigma-Aldrich (St. Louis, MO, USA). Dulbecco’s modiﬁed Eagle’s medium (DMEM), fetal bovine
serum (FBS), phosphate-buffered saline (PBS), and penicillin-streptomycin were obtained from Gibco
BRL (Rockville, MD, USA). Cell counting kit-8 (CCK-8) reagents were obtained from Dojindo,
Inc. (Kumamoto, Japan). Biphasic calcium phosphate (BCP; Hydroxyapatite = 60%, Tricalcium
phosphate = 40%) nanoparticles were kindly donated by Ossgen Corporation (Gyeongbuk, Korea).
MG-63 cells (human osteosarcoma cell line) were obtained from the Korea Cell Line Bank (KCLB
No. 21427, Seoul, Korea). All chemical reagents were of the purest analytical grade available.
2.2. Fabrication of Porous PLGA Microspheres (PMSs), BCP-Mixed PMSs, and BCP-Immobilized PMSs
To fabricate the porous PLGA microspheres (PMSs), BCP-mixed PMSs (BCP-M-PMSs), and
BCP-immobilized PMSs (BCP-IM-PMSs), a ﬂuidic device was used as described in our previous
work [12,13]. Brieﬂy, to fabricate the BCP-mixed PMSs, BCP NPs (37.8 mg) at a given weight ratio of
PLGA to BCP (27 wt %) were dispersed in DCM. PLGA (140 mg) was added to DCM with BCP NPs.
Gelatin (7.5 wt %) and PVA (2 wt %) were also added to the BCP/PLGA solution. A homogenizer
(Ultra-Turrax T-25 Basic, IKA, Staufen im Breisgau, Germany) was used for 1 min to create a water-in-oil
(W/O) polymer emulsion. The W/O emulsion is hereafter referred to as the discontinuous phase, while
the PVA solution is hereafter referred to as the continuous phase. The discontinuous and continuous
phases had ﬂow rates of 0.06 and 0.65 mL/min, respectively. The BCP-M-PMSs were immersed in warm
water at 40 ◦ C under gentle stirring for 1 h to remove residual gelatin, after which the BCP-M-PMSs
were washed with PBS and lyophilized for 3 days. To fabricate the BCP-IM-PMSs, the surfaces of the
BCP NPs were ﬁrst modiﬁed with Hep-DOPA to anchor the negatively charged groups. In brief, BCP
NPs were immersed in 10 mM Tris·HCl (pH 8.0) and then dissolved in Hep-DOPA. This reaction was
allowed to proceed for 24 h in the dark. After the reaction, Hep-anchored BCP (Hep-BCP) NPs were
rinsed with distilled water (DW) and lyophilized for 3 days. The particle size and zeta potential value
of Hep-BCP NPs were 333.17 ± 17.79 nm and −12.72 ± 1.24 mV, respectively. Hep-BCP NPs were
well dispersed in aqueous solution due to surface immobilization of negatively charged heparin on
BCP NPs. The surface of the PMSs was also modiﬁed by L-lysine to anchor the positively-charged
groups. L-lysine (2 mg/mL) was dissolved in 0.1 M MES buffer (pH 5.6). Then, PMSs were added to
the aforementioned L-lysine solutions and shaken gently overnight. The L-lysine-anchored PMSs are
hereafter referred to as aminated-PMSs. To immobilize the Hep-BCP NPs on the surfaces and inside the
PMSs, Hep-BCP NPs (37.8 mg) [weight ratio PLGA:BCP (27 wt %)] were dispersed in 0.1 M MES buffer
(pH 5.6) using a bath-type ultra sonicator (Powersonic 405, Hwashin Inc., Soul, Korea) for 3 h at 350 W
and 4 ◦ C. The aminated-PMSs were then immersed in the Hep-BCP solution. The BCP-immobilized
PMSs were washed with DW and lyophilized for 3 days. The BCP-immobilized PMSs are hereafter
referred to as BCP-IM-PMSs (Figure 1).
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Figure 1. Schematic diagram of the fabrication of biphasic calcium phosphate (BCP)-immobilized
porous microspheres (BCP-IM-PMSs). PMSs were fabricated using a ﬂuidic device. Next, the
fabricated PMSs were treated with L-lysine, yielding aminated-PMSs. BCP nanoparticles (NPs) were
modiﬁed with heparin-dopamine (Hep-DOPA) to obtain Hep-BCP NPs. Finally, BCP-immobilized
PMSs (BCP-IM-PMSs) were fabricated by immobilization of Hep-BCP NPs on the surface of the
aminated-PMSs via electrostatic interactions.

2.3. Characterization of the PMSs, Aminated-PMSs, BCP-M-PMSs, and BCP-IM-PMSs
The morphologies and elemental compositions of the PMSs, aminated-PMSs, BCP-M-PMSs, and
BCP-IM-PMSs were determined using a ﬁeld emission scanning electron microscope (FE-SEM, S-2300,
Hitachi, Tokyo, Japan) with energy dispersive X-ray spectroscopy (EDX). To this end, the specimens
were coated with gold using a sputter-coater (Eiko IB, Tokyo, Japan), and the FE-SEM was operated at
3 kV. To evaluate the average pore size of each group, selected (n = 50) porous PMSs, aminated-PMSs,
BCP-M-PMSs, and BCP-IM-PMSs were randomly determined using Image J analysis software (Softonic
International, R.B., Barcelona, Spain) based on FE-SEM images. The surface chemical compositions of
the PMSs, aminated-PMSs, BCP-M-PMSs, and BCP-IM-PMSs were analyzed by an X-ray photoelectron
spectroscopy (XPS) K-Alpha spectrometer (Thermo Electron, Rockford, IL, USA) at the Korea Basic
Science Institute Busan Center (Busan, Korea).
2.4. Cell Proliferation
CCK-8 reagents were used to assess cell proliferation as previously described [12,13,32]. Brieﬂy,
MG-63 cells were carefully seeded at a concentration of 1 × 105 cells/mL on 10 mg of PMSs,
aminated-PMSs, BCP-M-PMSs, and BCP-IM-PMSs in 24-well tissue culture plates. Cells were
maintained in DMEM supplemented with 10% FBS and 1% antibiotics (100 U/mM penicillin,
0.1 mg/mL streptomycin). CCK-8 reagents were added to each sample and incubated for 1 h after 3
and 7 days of incubation. Cell proliferation was determined by measuring the absorbance of each well
at 450 nm using a Flash Multimode Reader (Varioskan™, Thermo, 3001–2019, Grand Island, NY, USA).
2.5. Alkaline Phosphatase (ALP) Activity
MG-63 cells were obtained from Korea Cell Line Bank (No. 21427, Seoul, Korea). In this study, we
used MG-63 cells because they are commonly used to evaluate osteogenic evaluation of bioceramices,
bioactive drugs, peptides, and proteins in/on various scaffolds.
MG-63 cells were carefully seeded at a density of 1 × 105 cells/mL on 10 mg of PMSs,
aminated-PMSs, BCP-M-PMSs, or BCP-IM-PMSs in 24-well tissue culture plates. Cells were cultured
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in DMEM supplemented with 10% FBS, 50 μg/mL ascorbic acid, 10 nM dexamethasone, and
10 mM β-glycerophosphate with 100 U/mL penicillin and 100 μg/mL streptomycin for 10 days.
At predetermined time intervals (3, 7, and 10 days), each sample was rinsed with PBS, and 1× RIPA
buffer was added for cell lysis. To remove cell debris, cell lysates were centrifuged at 13,500 rpm
for 1 min. After centrifugation, p-nitrophenyl phosphate solution was added to the supernatants.
The reactions were incubated for 30 min at 37 ◦ C and then stopped with 1 M NaOH. Based on
the standard of p-nitrophenyl phosphate solution, the ALP activity was determined by converting
p-nitrophenyl phosphate to p-nitrophenol. ALP activity was evaluated using a Flash Multimode
Reader to measure the absorbance at 405 nm.
2.6. Calcium Deposition
MG-63 cells (1 × 105 cells/well) were carefully seeded on 10 mg of PMSs, aminated-PMSs,
BCP-M-PMSs, or BCP-IM-PMSs in 24-well tissue culture plates. At predetermined time intervals (days
7 and 21), 0.5 M HCl (400 μL) was added to the cell/substrate mixtures. After centrifugation, calcium
deposition in the supernatants was measured using a QuantiChrom Calcium Assay Kit (DICA-500,
BioAssay Systems, Hayward, CA, USA) according to the manufacturer’s instructions. Calcium chloride
was used as a standard. The amount of deposited calcium was determined using a Flash Multimode
Reader to measure the absorbance at 612 nm.
2.7. Gene Expression
To quantify the mRNA expression levels of the osteogenic differentiation markers osteocalcin
(OCN) and osteopontin (OPN), quantitative real-time polymerase chain reaction (RT-PCR) was
performed on days 7 and 21. MG-63 cells (1 × 105 cells/well) were seeded on 10 mg of PMSs,
aminated-PMSs, BCP-M-PMSs, or BCP-IM-PMSs and cultured in 24-well tissue culture plates. Total
RNA (1 μg) was used for cDNA synthesis with AccuPower RT PreMix (Bioneer, Daejeon, Korea).
The following primers were used: osteocalcin (OCN): (F) 5 -TTG GTG CAC ACC TAG CAG AC-3 , (R)
5 -ACC TTA TTG CCC TCC TGC TT-3 ; osteopontin (OPN): (F) 5 -GAG GGC TTG GTT GTC AGC-3 ,
(R) 5 -CAA TTC TCA TGG TAG TGA GTT TTC C-3 ; and glyceraldehyde 3-phosphate dehydrogenase
(GAPDH) (F) 5 -ACT TTG TCA AGC TCA TTT CC-3 , (R) 5 -TGC AGC GAA CTT TAT TGA TG-3 .
PCR ampliﬁcation and detection were carried out on an ABI7300 Real-Time Thermal Cycler (Applied
Biosystems, Foster, CA, USA) using a DyNAmoTM SYBR® Green qPCR Kit (Finnzymes, Espoo,
Finland). OCN and OPN mRNA expression levels were normalized to those of GAPDH and are
expressed as relative values.
2.8. Statistical Analysis
Quantitative data are presented as mean ± standard deviation. Data were compared between
groups via one-way ANOVA using SYSTAT software (Chicago, IL, USA). Differences were considered
to be statistically signiﬁcant at * p < 0.05 and ** p < 0.01.
3. Results
3.1. Characterization of PMSs, aminated–PMSs, BCP-M-PMSs, and BCP-IM-PMSs
Figure 2 shows the morphologies and sizes of the PMSs, aminated-PMSs, BCP-M-PMSs, and
BCP-IM-PMSs as determined by FE-SEM. The fabricated PMSs, aminated-PMSs, BCP-M-PMSs, and
BCP-IM-PMSs were round and exhibited interconnected porous structures in their interiors and on
their surfaces. The BCP-M-PMSs and BCP-IM-PMSs both displayed coarse surfaces, whereas the
PMSs and aminated-PMSs had smooth surfaces. Additionally, the surfaces of the BCP-IM-PMSs were
rougher than those of the BCP-M-PMSs. The average pore sizes were 24 ± 7 μm for PMSs, 19 ± 6 μm
for aminated-PMSs, 22 ± 11 μm for BCP-M-PMSs, and 23 ± 7 μm for BCP-IM-PMSs. EDX analysis
was also used to conﬁrm the elemental compositions of the PMSs, aminated-PMSs, BCP-M-PMSs,
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and BCP-IM-PMSs. Successful anchoring of L-lysine on the surface of and inside the PMSs was
conﬁrmed by the increased N content of the aminated-PMSs compared with that of the naked PMSs.
The BCP-M-PMSs and BCP-IM-PMSs were characterized by increased P and Ca contents. In particular,
the BCP-IM-PMSs had lower N content compared to aminated PMSs, and showed higher P and Ca
contents than the BCP-M-PMSs (Table 1), indicating that the negatively charged Hep-BCP NPs were
successfully immobilized on the aminated PMSs. Next, the surface chemical compositions of the
PMSs, aminated-PMSs, BCP-M-PMSs, and BCP-IM-PMSs were evaluated by XPS (Table 2). In the
L-lysine-anchored PMSs, the N1 content was increased compared to that of the PMSs. In addition, the
P2p and Ca2p contents of both the BCP-M-PMSs and BCP-IM-PMSs were greater than those of the
aminated-PMSs. Furthermore, the P2p and Ca2p contents of the BCP-IM-PMSs were 0.87% to 1.02%
and 1.91% to 3.87% greater, respectively, than those of the BCP-M-PMSs.

Figure 2. Scanning electron microscope (SEM) images of porous microspheres (PMSs) (a,e,i),
aminated-PMSs (b,f,j), BCP-mixed PMSs (BCP-M-PMSs) (c,g,k), and BCP-IM-PMSs (d,h,l).
Table 1. Elemental compositions of PMSs, aminated PMSs, BCP-M-PMSs, and BCP-IM-PMSs.
Samples

C (%)

O (%)

N (%)

P (%)

Ca (%)

Total (%)

PMSs
aminated-PMSs
BCP-M-PMSs
BCP-IM-PMSs

57.31
42.36
54.14
44.52

42.69
30.44
43.51
38.96

27.20
11.84

0.99
1.90

1.36
2.78

100
100
100
100

Table 2. Surface elemental compositions of PMSs, aminated PMSs, BCP-M-PMSs, and BCP-IM-PMSs.
Samples

C1s (%)

O1s (%)

N1s (%)

P2p (%)

Ca2p (%)

Total (%)

PMSs
aminated-PMSs
BCP-M-PMSs
BCP-IM-PMSs

73.96
56.48
63.54
61.12

26.04
34.80
33.68
28.55

8.72
5.44

0.87
1.02

1.91
3.87

100
100
100
100

3.2. Cell Proliferaiton
After 3 and 7 days of incubation, the proliferation of MG-63 cells grown on PMSs, aminated-PMSs,
BCP-M-PMSs, or BCP-IM-PMSs was investigated (Figure 3). In our previous study, we already
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conﬁrmed with confocal laser scanning microscope that the carefully seeded cells were attached in/on
the PMSs [33]. MG-63 cells grown on PMSs with BCP exhibited signiﬁcantly greater proliferation
than cells grown on PMSs or on aminated-PMSs at days 3 and 7 (** p < 0.01). Moreover, MG-63 cell
proliferation on BCP-IM-PMSs was signiﬁcantly different than that of cells on BCP-M-PMSs on days 3
and 7 (** p < 0.01).

Figure 3. Proliferation of MG-63 cells cultured on PMSs, aminated-PMSs, BCP-M-PMSs, or BCP-IMPMSs for 3 or 7 days (n = 5) (* p < 0.05 and ** p < 0.01).

3.3. ALP Activity
The ALP activity of MG-63 cells cultured on PMSs, aminated-PMSs, BCP-M-PMSs, or
BCP-IM-PMSs was determined after 3, 7, and 10 days (Figure 4). At day 3, the ALP activity of
MG-63 cells cultured on BCP-M-PMSs or BCP-IM-PMSs was signiﬁcantly different from that of cells
cultured on PMSs alone (** p < 0.01). At day 7, the ALP activity of MG-63 cells grown on BCP-M-PMSs
or BCP-IM-PMSs was signiﬁcantly increased compared to that of MG-63 cells cultured on PMSs
(** p < 0.01). At 10 days, MG-63 cells grown on BCP-M-PMSs or BCP-IM-PMSs had signiﬁcantly
greater ALP activity than cells grown on PMSs (** p < 0.01). Additionally, MG-63 cells grown on
BCP-IM-PMSs had signiﬁcantly higher ALP activity than MG-63 cells grown on BCP-M-PMSs at days
3, 7, and 10 days (* p < 0.05 and ** p < 0.01, respectively). However, ALP activity was not markedly
different on days 3, 7, and 10 for MG-63 cells grown on PMSs versus cells grown on aminated-PMSs.

Figure 4. Alkaline phosphatase (ALP) activity of MG-63 cells cultivated on PMSs, aminated-PMSs,
BCP-M-PMSs, or BCP-IM-PMSs after 3, 7, or 10 days of incubation (n = 5) (* p < 0.05 and ** p < 0.01).
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3.4. Calcium Deposition
Figure 5 shows the amounts of calcium deposited by MG-63 cells cultivated on PMSs,
aminated-PMSs, BCP-M-PMSs, or BCP-IM-PMSs after 7 or 21 days of incubation. On day 7, MG-63
cells cultured on BCP-IM-PMSs had deposited signiﬁcantly greater calcium than MG-63 cells grown
on PMSs (** p < 0.01). On day 21, MG-63 cells cultured on BCP-IM-PMSs had deposited markedly
more calcium compared with cells cultured on PMSs (** p < 0.01). Moreover, MG-63 cells cultured on
BCP-IM-PMSs had deposited signiﬁcantly different amounts of calcium on days 7 and 21 compared to
cells cultured on BCP-M-PMSs (** p < 0.01).

Figure 5. Amount of calcium deposited by MG-63 cells grown on PMSs, aminated-PMSs, BCP-M-PMSs,
or BCP-IM-PMSs after 7, 14, or 21 days of incubation (n = 5) (* p < 0.05 and ** p < 0.01).

3.5. Gene Expression
After 7 and 21 days of incubation, real-time PCR was used to determine the mRNA expression
levels of OCN and OPN in MG-63 cells cultured on PMSs, aminated-PMSs, BCP-M-PMSs, or
BCP-IM-PMSs (Figure 6). As shown in Figure 6a,b, OCN and OPN mRNA expression levels were
signiﬁcantly different at days 7 and 21 between MG-63 cells grown on BCP-M-PMSs or BCP-IM-PMSs
compared with those grown on PMSs (** p < 0.01). In addition, OCN and OPN expression levels were
markedly higher on days 7 and 21 in MG-63 cells grown on BCP-IM-PMSs than in cells grown on
BCP-M-PMSs (** p < 0.01). However, the OCN and OPN expression levels in MG-63 cells cultured on
PMSs and MG-63 cells cultured on aminated-PMSs were not signiﬁcantly different at any time-point.

Figure 6. Real-time PCR analysis of (a) osteocalcin (OCN) and (b) osteopontin (OPN) expression
in MG-63 cells after 7 or 21 days of incubation with PMSs, aminated-PMSs, BCP-M-PMSs, or
BCP-IM-PMSs (n = 5) (* p < 0.05 and ** p < 0.01).
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4. Discussion
The purpose of this study was to investigate the potential of BCP-IM-PMSs to enhance
osteogenic activity through in vitro studies. PMSs, which have porous structures, are believed
to be good environments for fostering cell attachment, proliferation, and differentiation [34,35].
In the conventional method, the porogen ammonium bicarbonate (NH4 HCO3 ) is added to the
appropriate solution for PMS preparation in a water-in-oil-in-water (W/O/W) emulsion system [35,36].
The porogen is removed by solvent casting/particulate leaching, thereby forming interconnective
pores in both the surface and interior. However, porogen-derived PMSs have inherent restrictions.
For example, the high-shear natural method of emulsiﬁcation generates microspheres with
heterogeneous sizes and morphologies [34,35]. In addition, it is time-consuming to completely
eliminate the porogens [34,37]. In this study, we fabricated PMSs with or without BCP with
interconnected pores using a ﬂuidic device. The SEM images demonstrated that the fabricated PMSs
with or without BCP had spherical structures and open surface and interior pores. Our previous
studies demonstrated that PMSs made from ﬂuidic devices are round, with interconnected surfaces
and interior pores [12,13]. In addition, high magniﬁcation SEM images revealed that both PMSs
and aminated-PMSs had relatively smooth surfaces. On the other hand, PMSs with BCP NPs had
rough surfaces. Moreover, BCP-IM-PMSs had much rougher surfaces than BCP-M-PMSs because the
BCP NPs were immobilized on the surface of the PMSs. Chitosan scaffolds with immobilized HAp
NPs were previously shown to have rougher, more uniform surfaces compared with HAp NP-mixed
chitosan scaffolds [31]. Notably, the SEM results of Kim et al. [31] are consistent with our results.
To fabricate BCP-IM-PMSs, Hep-DOPA was used to easily modify the BCP NP surface. This step
utilizes the marine mussel’s adhesive mechanism [38]. DOPA, which harbors ortho-dihydroxyphenyl
(catechol) functional groups, readily changes different materials including organic, inorganic, and
metallic materials in alkaline solutions (pH 8.0) [38]. Our previous studies reported that Hep-DOPA
molecules were readily immobilized on the surface of PMS, hydroxyapatite (HAp), and titanium
substrates in basic environments [12,13,32,39]. Thus, based on our previous studies, we chose to
immobilize Hep-DOPA molecules on the surfaces of the BCP NPs. In the dispersion test, the BCP
NPs modiﬁed with Hep-DOPA were well-dispersed in aqueous conditions, whereas pure BCP NPs
were rapidly precipitated in aqueous conditions within 30 min (data not shown). Consistent with
our previous report, HAp NPs with adherent Hep-DOPA molecules were well-diffused in aqueous
conditions for up to 6 h and maintained turbidity for 24 h. However, pure HAp NPs were quickly
precipitated in 1 h due to extensive aggregation [32]. These results suggest that heparin-immobilized
BCP or HAp NPs prohibit the aggregation of BCP or HAp NPs, possibly due to the repulsion of
heparin molecules, which have a high content of negatively-charged sulfate and carboxyl groups.
Thus, we chose to fabricate BCP NP-immobilized PMSs because we hypothesized that they might
remain well-dispersed during surface immobilization on aminated-PMSs.
The EDX and XPS results showed that PMSs with anchored L-lysine showed increased nitrogen
(N) content compared with naked PMSs. Lee and colleagues [40] similarly conﬁrmed that an
L-lysine–grafted titanium (Ti) substrate had increased nitrogen content compared with the Ti substrate
only. Phosphorus and calcium were found in both BCP-M-PMSs and BCP-IM-PMSs; however,
BCP-IM-PMSs showed higher phosphorus and calcium levels than BCP-M-PMSs. This result suggests
that the Hep-BCP NPs immobilized on the surface of the aminated-PMSs via electrostatic interactions
are more surface-exposed than the PMSs with the BCP NPs via the mixing method. In one previous
study, chitosan scaffolds with surface-immobilized HAp were reported to show increased phosphorus
and calcium contents compared with HAp-mixed chitosan scaffolds [31]. The XPS result of this study
is consistent with our results.
To evaluate the osteogenic capabilities of the PMSs, aminated-PMSs, BCP-M-PMSs, and
BCP-IM-PMSs, ALP activity, calcium content, and osteocalcin (OCN) and osteopontin (OPN)
expression were measured in MG-63 cells. At days 3 and 7, MG-63 cells grown on BCP-M-PMSs
or BCP-IM-PMSs exhibited signiﬁcantly increased proliferation compared to those grown on
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PMSs (** p < 0.01). Moreover, MG-63 cells cultivated on BCP-IM-PMSs exhibited markedly greater
proliferation on days 3 and 7 than those cultivated on BCP-M-PMSs (** p < 0.01). However, MG-63
cells grown on PMSs and aminated-PMSs exhibited similar proliferation during the 7-day culture
period. Cells cultured on scaffolds with surface-immobilized nano-HAp exhibited signiﬁcantly greater
proliferation than cells cultured on scaffolds alone or N-HAp-mixed scaffolds [23,31]. These results
imply that surface-placed nanoscale ceramics are key for optimal cell adhesion and proliferation.
As key components of bone matrix vesicles and mineralization, ALP activity and calcium content
are often evaluated as markers of early and late osteogenic differentiation, respectively [12,13,39,40].
The ALP activity of MG-63 cells cultured on PMSs, aminated-PMSs, BCP-M-PMSs, or BCP-IM-PMSs
was increased for culture times up to 10 days. Furthermore, ALP activity was signiﬁcantly higher
on days 3, 7, and 10 in cells cultured on PMSs with BCP NPs compared with cells cultured on PMSs
alone. Moreover, signiﬁcant differences in ALP activity were observed between MG-63 cells cultured
on BCP-IM-PMSs versus those cultured on BCP-M-PMSs. Consistent with the ALP activity results,
the calcium contents of MG-63 cells grown on BCP-M-PMSs or BCP-IM-PMSs were signiﬁcantly
greater than those of cells grown on PMSs. Additionally, MG-63 cells cultured on BCP-IM-PMSs had
signiﬁcantly different calcium content compared with cells cultured on BCP-M-PMSs. Kim et al. [29]
demonstrated that HAp-coated PLGA scaffolds modiﬁed by incubation with 5× simulated body ﬂuid
(SBF) solution showed increased ALP activity and calcium deposition of osteoblast cells compared
with unmodiﬁed PLGA scaffolds. Moreover, Kim et al. [31] conﬁrmed that human adipose-derived
stem cells (hADSCs) cultured on HAp-immobilized chitosan scaffolds showed signiﬁcantly different
ALP activity compared to those cultured on chitosan scaffolds alone. Taken together, these results
demonstrate that BCP/HAp-immobilized and BCP/HAp-coated scaffolds directly affect both early
and late differentiation of osteoblast cells and stem cells.
To evaluate osteogenic differentiation, we performed real-time PCR to measure the gene
expression of OCN and OPN after 7 and 21 days of incubation. Expression of OCN and OPN is known
to be upregulated in osteoblast-like cells after stimulation of osteogenic differentiation [12,39,40]. At
days 7 and 21, MG-63 cells cultured on PMSs with BCP NPs exhibited signiﬁcantly higher OCN and
OPN expression than cells cultured on PMSs. Moreover, the OCN and OPN mRNA levels in MG-63
cells grown on BCP-IM-PMSs were markedly higher than those in cells grown on BCP-M-PMSs. These
results are consistent with the ALP activity and calcium content ﬁndings. The mRNA levels of OCN,
OPN, and Runt-related transcription factor2 (Runx2) in rat bone marrow stem cells (BMSCs) grown
on hydroxyapatite-coated genipin-chitosan conjugation scaffolds (HGCCS) have been shown to be
signiﬁcantly higher than those in cells grown on a genipin cross-linked chitosan framework (GCF) [41].
These results indicate that BCP immobilization and HAp coating on the PMS or scaffold surface both
directly promote osteogenic differentiation of osteoblast cells and stem cells.
Recently, interest has increased in using polymer/ceramic composite microspheres as injectable
scaffolds in bone regeneration. These composite microspheres have many advantages, including the
osteoconductive properties of ceramics and a favorable environment for cell adhesion, proliferation,
and differentiation. In this study, we showed that PMSs and aminated-PMSs had negligible osteogenic
effects and mineralization, and the surface modiﬁcation of PMSs with BCP NPs could more greatly
promote the osteogenic activities of MG-63 cells than mixing of BCP NPs within PMSs. These
four types of microspheres have similar pore sizes. However, BCP-IM-PMSs showed the highest
osteogenic activities compared to other PMSs because surface immobilized BCP NPs on PMSs was
similar to the minerals of natural bone to favor cell differentiation, and the released calcium and
phosphate ions after degradation of BCP NPs might facilitate the formation of the biological apatite
on scaffolds [42]. This might indicate that surface immobilization of BCP NPs on PMSs leads to
the enhanced osteogenesis effects rather than pore sizes of PMSs. Thus, we conﬁrmed that that
BCP-IM-PMSs markedly enhanced osteogenic activity compared to BCP-M-PMSs. The surface of
porous microspheres can be easily modiﬁed with BCP NPs and also used as delivery carriers of many
kinds of drugs (i.e., anti-cancer drugs, antibiotics, anti-inﬂammatory drugs, and bone stimulating
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medications). Thus, porous microspheres with multifunctional properties can be broadly used to treat
fractures, tumors, and inﬂammatory diseases. For their clinical application, future studies must be
performed in animal models with bone defects associated with fractures, tumors, and inﬂammation.
5. Conclusions
We fabricated PMSs using a ﬂuidic device. The fabricated PMSs were modiﬁed with L-lysine
and showed a positively-charged surface. The BCP NPs were also modiﬁed by Hep-DOPA to obtain
Hep-BCP NPs, which had a negatively-charged surface. Next, Hep-BCP NPs were immobilized on the
surface of the aminated-PMSs via electrostatic interactions to obtain BCP-IM-PMSs. We demonstrated
that MG-63 cells cultured with BCP-IM-PMSs showed signiﬁcantly higher ALP activity, calcium
deposition, and expression of osteogenic differentiation genes (OCN and OPN) compared with
cells cultured with PMSs or BCP-M-PMSs. Therefore, we suggest that BCP-immobilized porous
microspheres can be used to enhance osteogenic activity.
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Abstract: In this paper, we investigate essential mechanical properties and cell behaviors of the
scaffolds fabricated by rolling polylactic-co-glycolic acid (PLGA) electrospinning (ES) ﬁlms for
small-diameter vascular grafts (inner diameter < 6 mm). The newly developed strategy can be
used to fabricate small diameter vascular grafts with or without pre-seeded cells, which are two main
branches for small diameter vascular engineering. We demonstrate that the mechanical properties of
our rolling-based scaffolds can be tuned ﬂexibly by the number of layers. For cell-free scaffolds, with
the increase of layer number, burst pressure and suture retention increase, elastic tensile modulus
maintains unchanged statistically, but compliance and liquid leakage decrease. For cell-containing
scaffolds, seeding cells will signiﬁcantly decrease the liquid leakage, but there are no statistical
differences for other mechanical properties; moreover, cells live and proliferate well in the scaffold
after a 6-day culture.
Keywords: mechanical property; cell behavior; small diameter vascular graft; ﬁbrin glue; rolling

1. Introduction
Cardiovascular diseases have become one of the leading threats to human lives at present [1].
In clinics, great success on large diameter vascular grafts has been achieved by using synthetic polymers
(e.g., expanded polytetraﬂuoroethylene (ePTFE)) as the substitute material [2,3]. However, for small
diameter grafts, these materials have suboptimal performance [2–4]. In the ﬁelds of tissue engineering
and regenerative medicine, small diameter vascular grafts have posed a central challenge, which has
attracted researchers’ considerable attention. Researchers now ﬁnd that biodegradable engineered
scaffolds, either seeded with cells or not, may be a practical way to address this problem [5–9]. Scaffolds
made of material/cell hybrids or material-only will be remodeled into tissue-like structures as the
materials degrade and cells inﬁltrate. These studies have greatly advanced the development of this
ﬁeld and provided us various solutions or tools for small-diameter vascular regeneration.
In 2012, our group developed a stress-induced self-rolling technique to fabricate multi-layered
tubular scaffolds by rolling polydimethylsiloxane (PDMS) membranes into three-dimensional (3D)
Polymers 2017, 9, 318
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tubes [10]. This method might be a promising solution to small-diameter vascular engineering.
However, PDMS is a bio-inert material that cannot degrade in vivo, and thus not an ideal material for
blood vessel substitute [11]. Based on this work, recently, our group developed a novel strategy to
construct a kind of rolling-based fully biodegradable scaffolds (i.e., polylactic-co-glycolic acid (PLGA)
in this study) by a single step whose layers are bonded by ﬁbrin glue [12]. This design synthesizes
the advantages of several previous strategies. It can realize fabrication of cell-free scaffolds within
10 min and cell-laden scaffolds within 70 min manually with minimal ancillary equipment. Multiple
parameters of the scaffolds, such as diameter, wall thickness, mechanical strength, and cell type and
distribution in each layer, can be facilely modulated.
As the scaffolds would be used as blood vessel substitutes, we carry out several essential
mechanical property tests and cell behavior assessments before animal implantation trials (Figure 1).
For cell-free scaffolds, evaluation of the mechanical properties (including burst pressure, suture
retention, compliance, and so forth) is a critical step to prove their feasibility for implantation; while
for cell-laden scaffolds, besides its mechanical properties, cell behaviors (including cell viability,
proliferation, and migration) are other vital aspects that should be considered. In this paper, we will
report the tests of the mechanical properties of both scaffolds and the results of cell behaviors of
cell-containing scaffolds under static culture condition. Our data demonstrate that the mechanical
properties of the scaffolds can be modulated by the number of layers and cells survive and proliferate
well in the cell-containing scaffolds. These results will guide future application of these scaffolds in
animal trials.

Figure 1. Schematic of in vitro evaluation of the novel artiﬁcial blood vessel. Cell-free
and cell-containing scaffolds can be fabricated by this method. The substrate material is
polylactic-co-glycolic acid (PLGA) electrospinning (ES) ﬁlm. The model cell used is C2C12 mouse
myoblast cell. The cell-free scaffolds containing 1.25, 2.25, 3.25, 4.25, and 5.25 layers are noted as
1L, 2L, 3L, 4L, and 5L, respectively. The 4L scaffolds containing cells in its innermost three layers
are noted as 4Lwithcell. To fabricate the layered scaffolds without cells, the PLGA ﬁlms were cut
into rectangles with proper sizes, coated with two components of the ﬁbrin glue on two sides of
the ﬁlm, and rolled around an ePTFE mandrel with proper outer diameters by hand. When rolling,
the two components of the ﬁbrin glue would react with each other and bond the layers. After the
mandrel was gently extracted, the residual glue components in the scaffolds was washed with PBS
and eventually only the reacted components that formed ﬁbrin glue would be left in the scaffold.
This process is illustrated in Supplementary Materials Figure S2. To fabricate the layered scaffolds
with cells, cells were patterned by polydimethylsiloxane (PDMS) chambers. After cell attachment, the
chambers were peeled off and the scaffolds were rolled up just the same as those without cells. This
process is illustrated in Supplementary Materials Figure S3. In this paper, for cell-free scaffolds, the
mechanical property changes with increased layers will be evaluated; for 4Lwithcell scaffolds, the
change of mechanical property after seeding cells compared with 4L scaffolds and cell behaviors (cell
viability, cell proliferation, and cell migration) within scaffolds will be evaluated.
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2. Materials and Methods
2.1. Materials
PLGA75:25 (polylactic-co-glycolic acid, mass ratio of polylactic acid (PLA) and polyglycolic acid
(PGA) is 75:25) polymers (pharmaceutical grade), ﬁbronectin (FN), and the ﬁbrin medical adhesive
(Porcine Fibrin Sealant Kit), were purchased from Lakeshore Biomaterials Co., Ltd. (Eden Presley,
MN, USA), Sigma Co., Ltd. (Shanghai, China), and Puji Medical Technology Development Co., Ltd.
(Hangzhou, China), respectively. The ﬁbrin medical adhesive contains 0.04 mg/mL ﬁbrinectin in its
component A, and 450 IU/mL thrombin in its component B. In the fabrication, the two components
were both applied 10 μL/cm2 on the ﬁlms. Methyl cellulose solution (1.8%, average molecular weight
ranging from 10,000 Da to 220,000 Da) was purchased from BioRoYee Co., Ltd. (Beijing, China). We
diluted it into a concentration of 0.25% using distilled water when used for plasma mimics in liquid
leakage tests and burst pressure tests according to a published report [13]. Other reagents were all of
analytical grade bought from Beijing Chemical Factory.
2.2. PLGA ES Film Preparation
For PLGA electrospinning, PLGA particles were dissolved into the blend of ethyl acetate and
dimethyl formamide (DMF) with a mass ratio of 4:1 at 30 (w/w) %. The temperature and humidity
for electrospinning were ~20 ◦ C and ~30%, respectively. The voltage of 12 kV was generated by a
direct-current (DC) high-voltage generator (SL150, Spellman, New York, NY, USA). The collection
distance was 15 cm and the collection time was around 40 min. All ﬁlms to be seeded with cells were
sterilized by a cobalt ray radiation of 10 kGy, incubated with ﬁbronectin (FN) at a concentration of
20 μg/mL in phosphate buffer solution (PBS) at 37 ◦ C for 1 h to enhance cell adhesion, and washed
with PBS once before use.
2.3. PMMA Substrate and PDMS Chamber Fabrication
Polymethyl methacrylate (PMMA) substrates with pre-designed patterns were prepared by
digitally controlled micromachining. PDMS pre-polymer (base) and catalyst (curing agent) were mixed
at a ratio of 10:1, cured against the patterned PMMA substrate, and then incubated at 80 ◦ C for 2 h
for sodiﬁcation. PDMS chambers were then gently peeled off the substrate surface. The fabrication
process of PDMS chambers from PMMA substrates was shown in Supplementary Materials Figure S1.
2.4. Cell Culture, Staining and Seeding
C2C12 mouse myoblast cells (ATCC, Manassas, VA, USA) were cultured in Dulbecco’s modiﬁed
Eagle medium (DMEM, Invitrogen, Carlsbad, CA, USA) containing 10% fetal bovine serum (FBS,
Invitrogen), 1% penicillin-streptomycin (PS, Invitrogen), 1% Gluta-max (Invitrogen), at 37 ◦ C with
5% CO2 . Before seeding into PDMS chambers, cells were stained with dyes or not according to different
experiments (for cell adhesion, cell viability, and cell proliferation tests, as well as cell migration
observed by scanning electron microscope (SEM), the cells were not stained; for cell migration tests
using a ﬂuorescent assay, the cells were prelabeled by CellTracker dyes from Invitrogen Co. Ltd). We
then collected cells and delivered them into the PDMS chambers at a density of 2 × 104 cm−2 . Before
injecting the cell suspension into designated channels, PDMS chambers had been placed on PLGA
ﬁlms and sealed by ﬁbrin glue to avoid liquid leakage.
2.5. Fabrication of Scaffolds with or without Cells
To fabricate the layered scaffolds without cells, the PLGA ﬁlms were cut into rectangles with
proper sizes, coated with two components of the ﬁbrin glue on two sides of the ﬁlm, and rolled around
an ePTFE mandrel with proper outer diameters (in this experiment: 2 mm outer diameter of the
mandrel, corresponding a scaffold with 2-mm inner diameter) by hand at a speed of 2–4 cm·min−1 .
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When rolling, the two components of the ﬁbrin glue would react with each other to form a sticky ﬁbrin
gel and bond the layers. The mandrel was gently extracted and the scaffold was ready. The residual
glue components in the scaffolds were washed with PBS and eventually only the reacted components
that formed ﬁbrin glue would be left in the scaffold. To investigate the mechanical properties of the
scaffolds with different layers, we fabricated the scaffolds without cells containing 1.25, 2.25, 3.25, 4.25,
and 5.25 layers (noted as 1L, 2L, 3L, 4L, and 5L, respectively). The extra 0.25 layer was used to anchor
the scaffolds and to facilitate the fabrication. This fabrication process is illustrated in Supplementary
Materials Figure S2 (using 4L scaffolds as an example). To fabricate the layered scaffolds with cells,
cells were seeded on the ﬁlm with the aid of PDMS chambers. PDMS chambers were used to ensure
the cells in the right position and density. The PDMS chamber was peeled off and the scaffolds were
rolled up just the same as those without cells. In this experiment, we selected 4 layered scaffolds
(4.25 layers) to seeded its innermost three layers with C2C12 cells (noted as 4Lwithcell) to investigate
the mechanical properties differences from its 4L alternatives without cells, its cell viability and cell
proliferation in each layer, and cell migration between layers. This fabrication process is illustrated in
Supplementary Materials Figure S3 (using 4Lwithcell scaffolds as an example).
2.6. Measurement of Mechanical Properties
Mechanical properties were measured according to the following protocols. Both cell-free and
cell-containing scaffolds were immersed in the culture medium or PBS after fabrication for 20 min at
room temperature before measurements were conducted. All tests were applied on three grafts. The
room temperature was around 20 ◦ C for all tests.
Suture retention test: one end of a 1.5-cm long graft was clamped at onto a dynamic mechanical
analysis machine (DMA, Q800, TA instrument, New Castle, DE, USA). A single bite suture (9-0 Niklon
suture, Jiaxin, China) was placed 2 mm from the edge of the other end. A constant pulling rate of
1 mm/min was applied until the suture was pulled out. The maximum force of pulling was recorded
as the suture retention.
Burst pressure test: one end of a 2-cm long graft was hermetically clamped, and the other end
of the graft was hermetically connected to a syringe on a syringe pump (PHD ULTRA, Harvard,
Boston, MA, USA). A constant rate of 50 mL/min was applied to ﬁll 0.25% methyl cellulose solution
(plasma mimics) into the graft. The peak pressure before the graft bursts was tested by a pressure gage
(AZ 82100 and AZ 8205, Taiwan, China) as the burst pressure. The home-made setup used for burst
pressure tests is shown in Supplementary Materials Figure S4.
Wall thickness test: the graft was pressed tightly together and the total thickness of the graft wall
was measured by a digital meter. The wall thickness equals the half of the total thickness.
Liquid leakage test: a 2-cm long graft was placed on two vascular catheters, and hermetically
sealed with two elastic threads. The graft was ﬂushed with water or 0.25% methyl cellulose solution
(plasma mimics) at a pressure of 16 kPa (corresponding to the average systolic pressure of 120 mmHg)
for 3 min. The liquid that leaked through the grafts was collected and results were expressed in
mL·min−1 ·cm−2 . The home-made setup used for liquid leakage tests and the following compliance
tests is shown in Supplementary Materials Figure S5.
Compliance test: compliance (C) was calculated according to the following equation [14].
C=

Dinner (P2)−Dinner (P1)
Dinner (P1)

P2 − P1

× 104

(1)

where P1 and P2 are the lower (80 mmHg) and higher (120 mmHg) pressures, respectively.

Dinner =

D2outer −

216

4(Awall )
π
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where Dinner is inner diameter of the graft, Douter is outer diameter of the graft, and Awall is axial
cross-sectional area of the vessel wall [15]. Awall is calculated from the cross-sectional area Awall,0 at
zero pressure [16].
(3)
Awall = Awall,0 = π ·h0 ·(Douter,0 − h0 )
where h0 is wall thickness measured at zero lumenal pressure, Douter,0 represents outer diameter
measured at zero lumenal pressure. To simplify the calculation, we employed average value of wall
thickness for each type of graft as the value of h0 . We recorded the outer diameter under different
lumenal pressures use a digital camera and analyzed using ImageJ 1.43m (NIH USA, 2008) and
PhotoShop 6.0 (Adobe).
Tensile elastic modulus:
Tensile elastic modulus was calculated according to the following equations [15]:
Circumferential Stretch Ratio (λθθ ):
Dinner
Dinner,0

(4)

1 2
( λ − 1)
2 θθ

(5)

P · Douter · λθθ
−P
2h0

(6)

λθθ =
Circumferential Ring Strain (T θθ ):
Tθθ =
Cauchy Stress (σθθ ):
σθθ =

We calculated tensile elastic modulus (E) within the physiologic pressure range from the slope of
stress-strain curves between 80 mm Hg and 120 mm Hg lumenal pressure:
E=

σθθ (P120) − σθθ (P80)
Tθθ (P120) − Tθθ (P80)

(7)

2.7. Cell Viability Test
C2C12 cells (without staining) were seeded on the ﬁlms with the aid of PDMS chambers at the
density of 2 × 104 cm−2 (as shown in Supplementary Materials Figure S3). After fabrication and culture
of the scaffolds in DMEM for 3 or 6 days, the scaffolds were unrolled. The cells in each layer were then
washed with PBS and stained with the LIVE/DEAD kit (Invitrogen). The image was observed with
confocal microscopy.
2.8. Cell Proliferation Test by a Fluorescent Assay
C2C12 cells (without staining) were seeded on the ﬁlms with the aid of PDMS chambers at a
density of 2 × 104 cm−2 (as shown in Supplementary Materials Figure S3). After fabrication and
culture of the scaffolds in DMEM for 3 or 6 days, the scaffolds were unrolled. The cells in each layer
were washed with PBS and then lysed (cell culture lysis reagent part #E153A, Promega, Madison, WI,
USA) using 1 mL 1× Lysis Buffer. The cell density per layer was measured using a cell proliferation
assay according to the manufacturer’s protocol (CyQuant Cell Proliferation Assay Kit, Invitrogen).
Brieﬂy, 1/10 of the buffer containing lysed cells was collected in a 96-well plate. Add CyQUANT® GR
dye (a proprietary dye that exhibits strong ﬂuorescence enhancement when bound to nucleic acids,
with a maximal excitation at 480 nm and a maximal emission at 520 nm) into the buffer to reach a ﬁnal
working concentration of 1× and a total volume of 100.5 μL in each well. After incubating at room
temperature for 30 min, the 96-well plate was scanned in a microplate reader (EnSpire Multimode
Plate Readers, PerkinElmer, Waltham, MA, USA). We used the excitation light at 480 nm, and collected
the emission light at 520 nm. Three cell-seeded grafts were used in this test. We also plotted a standard
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curve of the relationship between the cell number and emission intensity at 520 nm. Brieﬂy, the cells
were collected and counted after trypsinization, and then the cell suspensions containing 100,000,
75,000, 50,000, 25,000, 12,500, and 6000 cells were pelleted using a centrifuge at 1200 rpm for 5 min.
After discarding the supernatant, 100.5 μL CyQUANT® GR dye-containing cell lysis was added into
the collected cells and the solution was transferred into 96-well plates. After incubation at room
temperature for 30 min, we read the emission intensity at 520 nm. The background of each sample (the
intensity of sample without containing cells) has been deducted. We converted the emission intensity
value of tested samples into cell number per square centimeters.
2.9. Cell Migration Test by a Fluorescent Assay
Pre-labeled C2C12 cells were seeded onto the ﬁlms with the aid of PDMS chambers at a density
of 2 × 104 cm−2 (as shown in Supplementary Materials Figure S6). The cells on the ﬁrst, second,
and third layer were stained with CellTracker Green, CellTracker Orange, and CellTracker DeepRed,
respectively. After fabrication and culture of the scaffolds in DMEM for 3 or 6 days, the scaffolds were
unrolled. Random ﬁelds of each layer were scanned with all three excitation/emission (ex/em) waves:
Cell Tracker Green- (ex/em) 488/517 nm, Cell Tracker Orange- (ex/em) 543/565 nm, and Celltracker
Deep Red- (ex/em) 633/650 nm. The spectra windows for emission collection were set so that there
was no cross-talk among the three dyes. If the stained color in some layers occurs to other layers, it
demonstrates that the migration takes place from some layers to other layers.
2.10. Cell Adhesion, Proliferation, and Migration Tests by SEM
To investigate the cell adhesion, proliferation, and migration by SEM, we seeded cells without
staining only on the second layer of the 4L scaffolds with the aid of PDMS chambers at the density
of 2 × 104 cm−2 (as shown in Supplementary Materials Figure S7). Cell adhesion was checked after
12 h of incubation in a cell culture incubator. After culture of 3 days and 6 days, we unrolled the
scaffolds. Cell proliferation on the second layer of the scaffold was checked by SEM. Cell migration
from the second layer to the ﬁrst, third, and fourth layer was checked by SEM. The ﬂat ﬁlm and the
unrolled scaffolds were ﬁxed in 4% paraformaldehyde for 2 h, washed with distilled water for 3 times,
and dehydrated in gradient using 30%, 50%, 70%, 80%, and 90% each once and 100% ethanol for
three times. Each dehydration was performed for 5–10 min. The samples were then air dried at room
temperature, mounted on a metal stub, and sprayed with gold for 60 s before SEM observations.
2.11. Film Thickness, Fiber Size, Pore Size, and Cell Size Measurements
The thickness of the ﬁlms was measured by an electronic digital micrometer (Guanglu, Guilin,
China). The average ﬁber diameter was measured from SEM images; 200 ﬁbers were manually
measured and analyzed using ImageJ software (NIH USA, 2008). From SEM images, pore sizes and
cell sizes were measured by manually ﬁtting an ellipse in representative pores formed by ﬁbers in the
same plane and cells adhering on the ﬁlm. The size of each pore or cell was the average between the
long and short diameters of the ﬁtted ellipse; 100 pores and 50 cells were manually measured and
analyzed using ImageJ software. Results are given as mean ± standard deviation.
2.12. PLGA Film Degradation
To test the degradation property of ES PLGA ﬁlms, the ﬁlms were immersed into DMEM medium,
and incubated at 37 ◦ C with 5% CO2 for 2 weeks. The ﬁlms were washed with distilled water three
times, lyophilized using a lyophilizer (FD-1A-50, Biocool, Beijing, China), and observed by SEM.
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2.13. Statistics
Differences between two groups were examined via unpaired two-tailed Student’s t-test using
GraphPad Prism 6.0 software (GraphPad Software, Inc., La Jolla, CA, Country). A value of p < 0.05
was considered to be statistically signiﬁcant.
3. Results
3.1. PLGA ES Film Characterization and Mechanical Properties for Scaffolds without Cells
The PLGA ﬁlms possess a thickness of 41.3 ± 2.1 μm (n = 10). The ﬁber size is 0.59 ± 0.28 μm
(n = 200) and the pore size of the ES ﬁlm is 2.92 ± 1.76 μm (n = 100) (Supplementary Materials
Figure S8). With the increase of the layer number (1 to 5), the wall thickness increases almost linearly
(from 42 ± 1 μm to 200 ± 8 μm) (Figure 2). The burst pressure also increases from 0.015 ± 0.0017 MPa
for a 1-layered scaffold to 0.142 ± 0.013 MPa for a 5-layered scaffold. The suture retention increases
with layer numbers, from 0.16 ± 0.021 N for 1 layer to 0.77 ± 0.19 N for 5 layers. For the compliance,
modulus, and water leakage tests, because scaffolds with 1 and 2 layers cannot bear the pressure of
120 mmHg, we could only obtain the data of these parameters for scaffolds with 3–5 layers. Compliance
between 80 mmHg and 120 mmHg decreases with the layer number, from 6.88 ± 1.94%/100 mmHg
for 3 layers to 3.41 ± 0.64%/100 mmHg for 5 layers. Under 120 mmHg pressure, we observe a
similar decreasing trend on water leakage (3.83 ± 0.23, 2.22 ± 0.13, 1.55 ± 0.10 mL/(min·cm2 ) for
3, 4, 5 layers, respectively and 0.25% methyl cellulose solution leakage (0.85 ± 0.17, 0.55 ± 0.076,
0.23 ± 0.045 mL/(min·cm2 ) for 3, 4, 5 layers, respectively) (Figure 2 and Supplementary Materials
Figure S9). Tensile elastic modulus has no signiﬁcant changes with the increase of layer number,
and values are 1929 ± 257, 2719 ± 693, and 2264 ± 181 kPa for 3, 4, and 5 layers, respectively. The
pressure-inner radius curves show that the radius of scaffolds with 3–5 layers increases steadily with
the increase of lumenal pressure (Supplementary Materials Figure S10). According to Supplementary
Materials Table S1, there are no signiﬁcant differences for circumferential ring strain for 3–5 layered
scaffolds at 80 and 120 mmHg, but Cauthy stress signiﬁcantly decreases from 3–5 layered scaffolds
at 80 and 120 mmHg. In addition, the ﬁlm shows slight degradation and apparent shrinkage after a
2-week incubation (Supplementary Materials Figure S8).
3.2. Mechanical Properties for Scaffolds with Cells
Because the typical structure of a blood vessel includes three cell layers [17], we then compared
the mechanical properties of 4 layered scaffolds with and without 3 cell-containing layers (the scaffolds
with cells contain cells in their 1st to 3rd layers, and the 4th layer as the outermost layer does not
contain cells, in order to reinforce the whole structure). The cell size on the ﬁlm is 30.5 ± 7.4 μm
(n = 50), much larger than the pore size (Supplementary Materials Figures S8 and S10). Incorporating
cells does not signiﬁcantly increase the wall thickness, burst pressure, suture retention, compliance,
and tensile elastic modulus of the scaffold (Figure 3). The compliance and tensile elastic modulus
appear to have signiﬁcant changes, but there are no statistical signiﬁcances (p = 0.0858 and p = 0.0711,
respectively). Liquid leakage of scaffolds containing cells has a sharp decrease compared with
that of the cell-free ones (0.80 ± 0.15 vs. 2.22 ± 0.13 mL/(min·cm2 ) for water, and 0.17 ± 0.036
vs. 0.55 ± 0.076 mL/(min·cm2 ) for 0.25% methyl cellulose solution) (Figure 3 and Supplementary
Materials Figure S9). The pressure-inner radius curves show that the radii of both 4L and 4Lwithcell
scaffolds increase steadily with the increase of lumenal pressure (Supplementary Materials Figure S11).
There are no signiﬁcant differences on circumferential ring strain both at 80 and 120 mmHg and Cauthy
stress for 4L and 4Lwithcell scaffolds at 120 mmHg. However, Cauthy stress of 4Lwithcell scaffolds
has a signiﬁcant decrease compared with that of 4L (Supplementary Materials Table S1).
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Figure 2. Mechanical properties for cell-free scaffolds. (A–C) Wall thickness (A), burst pressure (B),
and suture retention (C) of scaffolds with 1–5 layers. (D–F) Compliance (D), tensile elastic modulus
(E), and water leakage (F) of scaffolds with 3–5 layers. Data of (D,E,F) do not have the results of 1 and
2 layered scaffolds, because the scaffolds with 1 and 2 layers cannot bear the pressure of 120 mmHg.
All tests were biological triplicates. * indicates the p value smaller than 0.05.

Figure 3. Comparison of mechanical properties of 4 layered scaffolds with and without cells. Wall
thickness (A), burst pressure (B), suture retention (C), compliance (D), tensile elastic modulus (E), and
water leakage (F). All tests were biological triplicates. * indicates the p value smaller than 0.05.
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3.3. Cell Behaviors in Cell-Containing Scaffolds
After evaluation of the mechanical properties, we tested the cell behaviors in cell-containing
scaffolds, including cell viability, cell proliferation, as well as cell migration.
3.3.1. Cell Viability in Each Layer
We tested the cell viability of the scaffolds either with or without the mandrel, namely, the ePTFE
mandrels were pulled out or not when incubating the scaffolds in the culture medium. After static
culture of 3 and 6 days, we stained the cells on the unrolled ﬁlms in each layer using LIVE/DEAD
Kit. From the confocal images, we can rarely see the PI-positive (red, indicating dead cells); almost all
the cells are Calcein-positive live cells (green) (Figure 4). There are no obvious differences of the cell
viability between the scaffolds with and without mandrel and also between the tested scaffolds and
the ﬂat ﬁlm serving as the control. Moreover, this phenomenon is not affected by culturing time (3
days or 6 days). These results demonstrate that the cells in scaffolds possess high viability.

Figure 4. Cell viability at 3 (A–F) and 6 (G–L) days with (D–F,J–L) and without (A–C,G–I) mandrel.
(A,D,G,J) inner layer. (B,E,H,K) middle layer. (C,F,I,L) outer layer. (M) cell viability at 3-d culture on
ﬂat ﬁlm (N) cell viability at 3-d culture on ﬂat ﬁlm. Green: live cells. Red: dead cells. The model cell
used is C2C12 cell. Each image is chosen randomly as the representative image in corresponding layers.
Scale bars: 200 μm.

3.3.2. Cell Proliferation in Each Layer
We further tested the cell proliferation in each layer. The standard curve of cell number (c) and
ﬂuorescent intensity (f ) shows a well linear relationship as shown in Supplementary Materials Figure
S12 (f = 0.7885c − 2994, R2 = 0.9983). Compared with cells cultured in the scaffolds for 3 days, cells
cultured for 6 days in each layer have a signiﬁcant growth, regardless of the scaffolds incubated with
or without mandrel (Figure 5). However, it is obvious that cells growing in almost all scaffolds have
less cell proliferation than cells growing on culure dishes and ﬂat ﬁlms after culture of 3 days, while
no statistical signiﬁcance between the cells in scaffolds and those on ﬂat ﬁlms is observed for cells
after culture of 6 days (Figure 5). These results indicate that cells in different scaffolds and layers have
a similar proliferation trend, but there are differences on proliferation rate. The cell proliferation in
the scaffolds is also proofed by SEM image (Supplementary Materials Figures S10 and S13). With the
increase of time, the cell density on the PLGA ﬁlm or unrolled scaffold ﬁlm increases.
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Figure 5. Cell proliferation at 3 and 6 days with or without mandrel. All tests were biological triplicates.
* indicates a p value smaller than 0.05.

3.3.3. Cell Migration between Layers
Cell migration was assessed by the movement of pre-labeled cells between layers. If the migration
occurs, some cells pre-labeled in previous layer will be found in other layers. In our case, no matter for
scaffolds with or without mandrel, and no matter for scaffolds of 3 or 6 days culture, there is almost
no cell migration between layers (Figure 6). The cell proliferation in the scaffolds is also proofed by
SEM image (Supplementary Materials Figure S13). After culture of 3 and 6 days, very rare cells seeded
in the second layer of the scaffold migrated to other layers. These results indicate that quite limited
migration occurs in the scaffolds, which is largely affected by the pore size in the scaffold [18–21].

Figure 6. Cell migration at 3 (A–F) and 6 (G–L) days with (D–F,J–L) and without (A–C,G–I) mandrel.
(A,D,G,J) inner layer. (B,E,H,K) middle layer. (C,F,I,L) outer layer. The model cell used is C2C12 cell.
Each image is chosen randomly as the representative image in corresponding layer. The cells seeded on
each layer were pre-labeled with different dyes. After unrolling, each image is chosen randomly as the
representative image in corresponding layer. If the migration between layers occurs, the pre-labeled
cells will appear on another layer. Scale bars: 50 μm.
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4. Discussion
Employing the bi-component ﬁbrin biomedical glue, we have developed a rapid and
straightforward method to fabricate layered tubular scaffolds by rolling biodegradable polymer thin
ﬁlms around a removable smooth mandrel [12]. In order to overcome the limitations of several reported
methods also based on rolling, the following efforts were made: (i) biomedical glue was used to stabilize
the whole structure and reduce the layer fusion time [22]; (ii) bioabsorbable electrospinning (ES)
polymer ﬁlms were used to provide an easy-to-fabricate, easy-to-store, extracellular matrix (ECM)-like
substrate [23]; (iii) cell suspensions were used to lessen production time for cell sheets [24]. We also
inherit or imitate the advantages of the existing methods [10,22,25,26]. For example, rolling-based
methods can tune the inner diameter of the tube precisely in virtue of the mandrel; the concept is
simple and easy-to-learn without complex manipulations, harsh conditions, and expensive equipment;
the well-designed PDMS channel is an effective tool to ensure the accurate cell distribution on the
ﬁlm. A number of published reports have employed rolling-based manufacture of three dimensional
(3D) tubular structure from two dimensional (2D) ﬁlms [24,27–29]. It is worth mentioning that, rolling
2D ﬁlm into 3D structures has the intrinsic advantage that we can modify or pattern the ﬁlm very
conveniently with cells, molecules, and/or nanoparticles because of the booming development of
various patterning techniques on 2D substrates, which may favor their future applications [30–33].
Therefore, besides the rapidness, ﬂexibility and simplicity, simple and controlled modiﬁcation of cells
or other components in the speciﬁc location in 3D structures is one of the most important features of
our method.
According to the scaffolds encapsulating cells or not, the prepared scaffolds can be classiﬁed
into two types: cell-free or the cell-containing scaffolds. The two types of scaffolds have different
advantages [6]. Generally speaking, the cell-free scaffolds possess the features of the short fabrication
time and ease of storage, while cell-containing scaffolds have a more similar structure to real blood
vessels and better biocompatibility. Both kinds have been intensively investigated and promising
results have been acquired to further the development of the vascular tissue engineering ﬁeld [34–38].
Herein, we applied the ﬁbrin glue-assisted rolling technique to fabricate both kinds of vascular grafts.
Realizing tunable mechanical strength effectively is one of the features of our scaffolds. For
cell-free scaffolds, as expected, the burst pressure and suture retention increase with the increase of the
layer number, while water leakage and compliance decrease with the increase of the layer number.
Controlling layer number is a straightforward way to tune the mechanical strength, and the ﬁbrin
glue ensures the integrity of the stacked layers in our strategy. For cell-containing scaffolds, compared
with the cell-free variant with the same layers, the water leakage signiﬁcantly decreases, but there
are no signiﬁcant changes on other mechanical properties. Although the innermost three layers of
the scaffolds contain cells (see Materials and Methods section), it is not difﬁcult to image that the
mechanical properties can also be controlled by the number of outer layers.
As a scaffold that can be implanted, the most essential requirements on mechanical strength
include that: it can withstand the pressure of blood, can be easily sutured by doctors, and can conﬁne
the blood in the scaffold without severe leakage. Thus, burst pressure, suture retention, and leakage
property should be the three most important mechanical properties, for either cell-free scaffolds or
cell-containing scaffolds. Previous reports have demonstrated that the human saphenous vein, which
is regarded as one of the most appropriate substitutes in cardiovascular clinic practice, possesses
the burst pressure of larger than 1680 mmHg (0.223 MPa) [22,39–42]. In the present study, the burst
pressure of 5-layered PLGA scaffold approaches this value. Another important merit of this method
is the ﬂexibility on the choice of materials. As for the material, PLGA may seem soft compared
with some commonly used materials such as poly(ε-caprolactone) (PCL) and PLA. Thus, if these
stronger materials are used, the layer number reaching the implantable level would be reduced. Suture
retention is a basic index that ensures the scaffold can be compatible with the suture in the surgery.
The reported suture retention of the human saphenous vein was ~196 gf (~1.92 N) [39,41]. However,
there are examples for implantable blood vessel substitutes with much lower suture retention reported,
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such as the fast degradable and highly elastic poly(glycerol sebacate) (PGS) graft (suture retention:
~0.45 N) [43,44]. This value is not a challenge for our rolling-based strategy. As for the leakage property,
our scaffolds have shown that the uncontrolled quick leakage can be avoided, and the value can be
further reduced by increasing layer number and/or cell seeding. The cells will cover some pores on the
ﬁlm and thus induce the leakage decrease (Supplementary Materials Figures S8 and S10). The leakage
is also greatly reduced using methyl cellulose solution as plasma mimics with a higher viscosity than
water. We believe that the leakage will be further reduced when using real blood, because of its higher
viscosity than plasma and the existence of the clotting mechanism. It is noted that the leakage should
not be completely stopped because the leakage also reﬂects the free nutrient transportation in the
scaffold to some extent. The literatures have documented that cells in scaffolds without pores/zero
leakage have low viability [18–20].
Other mechanical properties, such as compliance and elastic modulus, are also very
important. Compliance mismatch has been regarded as a key factor for vascular stenosis at
post-implantation [45,46]. As a result, implantation of a scaffold with compliance and elasticity similar
to those of native vessels is the most favorable [47–49]. However, whether cell-free or cell-containing
scaffolds, they will undergo complex and extensive in vivo evolution, including cell inﬁltration,
scaffold degradation, ECM deposition, and so forth. These progresses will gradually but substantially
alter the structure and thus the compliance, elasticity or modulus of the scaffolds. Typically, the
compliance of the scaffolds will become increasingly similar to that of the host vessels. The compliance
and elasticity are mainly derived from inﬁltrated smooth muscle cells (SMCs) and biosynthesized
elastin. Elastin is secreted by synthetic type of SMCs and ﬁbroblasts (FBs), and thus colonization of
SMCs and FBs as well as inducing the transformation of more synthetic SMCs is the pre-requisite
of elastin formation. Among multiple types of ECM proteins in the blood vessel wall, elastin takes
up to 50% of its dry weight. Because elastin can be stretched under load and recoil to its original
conﬁguration when the load is removed, it can determine the elasticity of the blood vessel [16,49,50].
Thus, the design for enhancing elastin formation should be considered in our future exploration. It is
also noted to mention that another major ECM protein, collagen, plays a critical role in supporting
the whole structure of the graft and strengthening the graft in vivo [17,51]. It possesses a structure of
elongated ﬁbrils in blood vessels. It is essential for maintaining and enhancing burst pressure and
suture retention of the graft. For cell-containing scaffolds, the cell behavior in vitro can be used to
predict the cell behavior in vivo [52]. Interestingly, the cells in our scaffolds live and proliferate well.
These observations indicate that the nutrients can be continuously supplied to cells and the wastes
can also be discharged promptly. Considering that there are no vessels to transport the nutrients and
wastes, the process is free diffusion. It is known that the diffusion limit for the tissues is less than
200 μm. Beyond this value, the cells will not obtain enough nutrients and can undergo apoptosis.
This phenomenon has been well documented in many literatures [53,54]. Our cell-containing scaffold
contains three layers of cells in its innermost layers, and the third layer of cells has a maximal distance
of less than 100 μm towards the lumen of the vessel (estimated from half of the wall thickness data of 4
layered scaffolds with cells shown in Figure 3), within the diffusion limit of 200 μm. This is the reason
why the cells live and proliferate well in the scaffold. However, the cell proliferation rate in different
layers is different. We speculate that it is because of the different distribution or different transportation
ratio of nutrients, oxygen, and wastes as well as the different distribution of cells [18]. Cell migration
is an important process for scaffold evolution. The scaffold evolution is a self-assembly process after
the scaffolds are implanted into the hosts. In this stage, seeded cells and cells in hosts interact with
each other, and are remodeled into an ordered structure that becomes more and more analogous to
native tissue with the evolution time. The pore size plays a signiﬁcant role in cell migration [18,19,55].
In our scaffold, because of the small ﬁber diameter-induced small pore size, the cell migration between
layers has been greatly conﬁned (Figure 6 and Supplementary Materials Figures S10 and S13). We
believe that there may be some disadvantages, such as insufﬁcient cell interactions with hosts cells and
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potential insufﬁcient waste clearance. Thus, in future assays, we will use ES sheets with thicker ﬁbers
and thus larger pores to facilitate the tissue evolution.
In addition to the above discussion, there are still some issues to be addressed in our scaffold
design or in our future study. First of all, an intrinsic feature of the “rolled sheet” design is a longitudinal
internal ridge formed by the edge of the inner layer. The edge may foster the blood cell adhesion
and complicate the endothelialization. A possible solution to smoothen this edge may be using a
substrate with gradually increased thickness at its one edge (Supplementary Materials Figure S14).
Second, our method faces some difﬁculties when fabricating very long grafts, because it is rather hard
to control long ﬁlms well in a certain direction when rolling manually. We believe a rolling machine
can be employed to address this problem, but it will sacriﬁce some simplicity of our method [56].
Third, although in this study we evaluated several essential mechanical properties for the scaffold, it is
far from a detailed complete evaluation. If we want to reach higher ambitions, much more complex
mechanical properties should be carried out. One of the examples is that grafts need to be pliable either
to lead them over the curved heart surface, or to allow movements if used as a popliteal graft. Another
example is that the graft should resist kinking as this would obstruct blood ﬂow. Unfortunately, our
manufacturing cannot address these requirements in its current state. We think a graft made of some
kind of highly-elastic material, such as PGS, with a wrinkled graft wall may be a potential solution for
these two challenges. Fourth, in our study, we used 2 cm long grafts for most tests, and the length is
too short for applications in humans. As a blood vessel scaffold in its initial stage, our short term goal
is to verify its feasibility in small animal implantation, such as the rabbit. The 2 cm graft is long enough
for this implantation. In the next stages of the evaluation of the blood vessel graft, such as large animal
implantation and clinical trials, longer grafts should be used. Also, the applications of the graft in
humans vary according to the blood vessel replaced in different body regions. These applications
require the blood vessel featuring different biomechanical properties. At the current stage, we have
not yet considered which speciﬁc region our graft will be used for (e.g., coronary artery bypass, renal
dialysis, or popliteal graft). Our focus in this stage is characterization of the basic properties of the
graft. In the future, we will concentrate on coronary artery bypass in an initial plan. Fifth, in this
work, although we evaluated cell behaviors within 6 days using the well-established C2C12 cells
based on published reports [18,52,57], longer-term exploration should be carried out. We think in this
exploration, the cells used should be blood vessel-related cells or stem cells from real patients. The
graft should be incubated in a perfusion system for weeks or even longer. The formation of ECM and
acquirement of contractile activity have been reported for blood vessel grafts in similar systems [58].
These provide the artiﬁcial blood vessels more analogous structure and function like the native blood
vessels; although the formed thrombogenic matrix components such as collagen may be a risk factor if
the grafts are exposed to blood. This issue could be addressed by seeding a conﬂuent endothelial layer
and introducing signaling factors to recruitment anti-thrombogenic cells (e.g., using CD34 antibody to
home endothelial progenitor cells in circulating blood) [59]. The ECM deposition might be modulated
beneﬁcially by modiﬁcations to the polymer matrix. For example, gold nanoparticles conjugated to
Type I collagen can greatly improve the resistance to collagenase of the collagen construct [60]. Sixth,
it is worth investigating whether the orientation of the burst point of the scaffold in burst pressure
tests depends on the orientation of the nanoﬁbers in the ES mats. Seventh, due to inevitable blood
leakage through the graft wall, it is necessary to know how the blood components interact with the
polymer matrix. A clear investigation on the mechanisms, e.g., just reducing the permeability, initiating
the clotting, or others, is beneﬁcial to design an improved blood vessel graft. Finally, as we noted,
the liquid ﬂux from the graft wall probably helps to nourish the cells in the scaffold, but it will be
signiﬁcantly reduced by the presence of cells; therefore, it is important to know where the balance is
between the cell density and the amount of liquid ﬂux to sufﬁcient nutriment for cells in the scaffolds.
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5. Conclusions
In conclusion, we have demonstrated that the mechanical properties of our rolling-based scaffolds
can be tuned by the number of layers. This feature makes our scaffolds implantable by changing the
layer number according to the selected substrate materials. The scaffolds possess controlled liquid
leakage with the aid of ﬁbrin glue and cell seeding will further decrease the leakage. Cells live and
proliferate well in the scaffold. These evaluations suggest that our newly designed strategy for vascular
graft fabrication, featuring rolling biodegradable ﬁlms around a mandrel and sealing the layers by
ﬁbrin glue, possesses satisfactory mechanical properties if using an appropriate layer number and
favorable cell compatibility in vitro, which may be a promising solution to small diameter vascular
grafts. In the future, we need to increase the ﬁber diameter to improve the cell migration between
layers. The work in the next stage is an animal implantation test based on these mechanical properties
and cell behavior evaluation data.
Supplementary Materials: The following are available online at www.mdpi.com/2073-4360/9/8/318/s1.
Figure S1: Fabrication PDMS chambers from PMMA substrates. Figure S2: Fabrication scaffolds without cells.
Figure S3: Fabrication scaffolds with cells. Figure S4: Setup for burst pressure test. Figure S5: Setup for water
leakage and compliance tests. Figure S6: Fabrication scaffolds with stained cells (illustrating the cell distribution
for cell migration test by a ﬂuorensent assay). Figure S7: Fabrication scaffolds with one layer of cells seeded
(illustrating the cell distribution for cell adhesion, proliferation and migration tests by SEM). Figure S8: The
morphology of PLGA ﬁbers before and after 14 days’ degradation in DMEM at 37 ◦ C with 5% CO2 . Figure S9: The
0.25% methyl cellulose solution leakage from the scaffolds. Figure S10: Cell adhesion after 12 h on PLGA ES ﬁlms.
Figure S11: The pressure-inner diameter curve of the scaffolds. Figure S12: The calibrated standard curve of the
CyQuant Cell Proliferation Assay Kit. Figure S13: SEM images of and cell proliferation and cell migaration after 3
and 6 days in scaffolds. Figure S14: A possible design for the solution to the internal edge of the rolling-based
scaffolds. Table S1: The relationship between circumferential tensile strain and the Cauthy stress of the scaffolds.
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Abstract: Artiﬁcial scaffolds such as synthetic gels or chemically-modiﬁed glass surfaces that have
often been used to achieve cell adhesion are xenobiotic and may harm cells. To enhance the value of
cell studies in the ﬁelds of regenerative medicine and tissue engineering, it is becoming increasingly
important to create a cell-friendly technique to promote cell–cell contact. In the present study, we
developed a novel method for constructing stable cellular assemblies by using optical tweezers in
a solution of a natural hydrophilic polymer, dextran. In this method, a target cell is transferred
to another target cell to make cell–cell contact by optical tweezers in a culture medium containing
dextran. When originally non-cohesive cells are held in contact with each other for a few minutes
under laser trapping, stable cell–cell adhesion is accomplished. This method for creating cellular
assemblies in the presence of a natural hydrophilic polymer may serve as a novel next-generation 3D
single-cell assembly system with future applications in the growing ﬁeld of regenerative medicine.
Keywords: 3D cellular assembly; optical tweezers; crowding effect; depletion effect; remote control

1. Introduction
Stem-cell-based tissue engineering has emerged as a promising approach for the treatment of
intractable diseases [1,2]. To enhance the value of cell studies in the ﬁelds of regenerative medicine
and tissue engineering, it is becoming increasingly important to create a cell-friendly technique for
three-dimensional (3D) cellular assembly [3]. The development of an efﬁcient, minimally-invasive
cellular system capable of 3D assembly within an in vitro or in vivo micro environment has been
challenging. We recently reported a novel system that could generate a single-cell-based 3D assembly of
cells using polyethylene glycol (PEG) by establishing stable cell–cell contact even after the cell assembly
was transferred to a PEG-free solution [4]. While synthetic polymers and hydrogels, including PEG,
have deﬁned chemical structures and stable physicochemical properties [5–7], they are foreign material
to cells [8]. It has been reported that PEG promotes cell–cell fusion, and that it has non-negligible
effects on the structure and function of living cells in a culture medium [9,10]. Recent trials aimed at
producing cellular scaffolds using natural polymers including gelatin, chitosan, dextran, alginate and
collagen have been gaining signiﬁcant momentum [11–16]. However, while these natural polymers
have also been used to promote cellular adhesion within these cell structures in a non-selective manner,
further improvements in hydrogel biocompatibility and adaptability for handling 3D cellular assembly
systems are needed.
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Dextrans are polysaccharides that contain a linear backbone of α-linked D-glucopyranosyl
repeating units [17]. Several studies have implicated dextrans in 3D cellular assembly [18,19]. In this
regard, cross-linking glycidyl methacrylate derivatized dextran and dithiothreitol under physiological
conditions allows 3D encapsulation of rat bone marrow mesenchymal stem cells (BM-MSCs) and
NIH/3T3 ﬁbroblasts; while maintaining high viability [20]. Although it has been proposed that
dextran can be used for 3D cellular assembly in a less toxic environment, nearly all of the studies of
dextran-induced 3D cellular assembly reported thus far have used a 3D mass cell culture system [21,22].
We and others have recently developed an efﬁcient procedure for constructing cellular assemblies by
arranging desired cells at desired positions using optical tweezers in a PEG solution [4,23]. The aim of
the present study was to modify the aforementioned PEG protocol to establish a 3D single-cell-based
manipulation system that uses a less invasive method of cellular assembly involving optical tweezers
and dextran as a natural polymer. This dextran-based method may serve as a novel next-generation 3D
single-cell assembling system with future applications in the growing ﬁeld of regenerative medicine.
2. Materials and Methods
2.1. Cell Culture
NAMRU mouse mammary gland epithelial cells (NMuMG cells) were cultured in Dulbecco’s
modiﬁed Eagle’s medium (DMEM) (Wako Pure Chem. Inc., Osaka, Japan) supplemented with
10% fetal bovine serum (FBS) (Cell Culture Biosci., Nichirei Biosci. Inc., Tokyo, Japan), 40 μg/mL
streptomycin, and 40 units/mL penicillin (Life Tech. Corp., Carlsbad, CA, USA). Neuro2A cells
were cultured in Dulbecco’s modiﬁed Eagle’s medium supplemented with 10% FBS (Atlas Biological.,
Fort Collins, CO, USA), 1% non-essential amino acids, 100 U/mL penicillin and 10 μg/mL streptomycin
(Wako Pure Chem. Inc., Osaka, Japan). The cells were incubated at 37 ◦ C in a humidiﬁed atmosphere of
5% CO2 . Sub-conﬂuent cells were harvested with trypsin (0.25% Trypsin– EDTA (1X)) (Life Tech. Corp.,
Carlsbad, CA, USA) and cryopreserved with CELLBANKER1 (Nippon Zenyaku Kogyo, Koriyama,
Japan). For preparation of the polymer solution, we used dextran (DEX) (200,000; molecular
biology-grade, Wako Pure Chem. Inc., Osaka, Japan). We prepared DMEM solution containing
10–50 mg/mL of DEX.
2.2. Single-Beam Optical Tweezers
Optical trapping with single laser beam was carried out using an inverted microscope (TE-300,
Nikon) equipped with a Charge Coupled Device (CCD) camera (WAT-120N, Watec Co., Ltd., Tsuruoka,
Japan). A 1064 nm Continuous Wave (CW) laser beam (Spectra Physics, Santa Clara, CA, USA) was
introduced into the microscope, and focused into the sample through an oil-immersed objective lens
(100×, N.A. = 1.3). The laser power at the focal point was set between 42 and 84 mW. All experiments
were carried out at room temperature, i.e., 25 ◦ C.
2.3. Double-Beam Optical Tweezers
Optical trapping with a double laser beam was carried out using a commercial optical tweezer
instrument (NanoTracker 2, JPK Instruments, Berlin, Germany), which is constructed on an inverted
microscope (IX71, Olympus, Tokyo, Japan) equipped with a CCD camera (DFK 31AF03, The Imaging
Source, Taipei, Taiwan). A 1064 nm CW laser beam was split into two beams by a polarization beam
splitter, and both beams were focused into the sample through a water-immersed objective lens (60×,
N.A. = 1.2) for independent trapping. One of these focal points can be moved by using a piezo-mirror.
The laser power at each focal point was set between 40 and 130 mW. All experiments were carried out
at room temperature, i.e., 25 ◦ C.
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2.4. Viscosity Measurement
The kinetic viscosities of the dextran and polyethylene glycol were measured using a vibrational
viscometer (SV-10, A&D Company, Tokyo, Japan) at room temperature (between 19 and 23 ◦ C).
The measurement time for each mixture was 60 s.
2.5. Cell Viability Assay
The NMuMG cells were cultured in a 6-well dish (Thermo Fisher Scientiﬁc, Waltham, MA, USA)
and treated with 10–40 mg/mL of DEX. After 24 h of culture, cell viability was veriﬁed by trypan
blue staining.
3. Results
Figure 1 shows the relationship between the concentration of DEX Cdex and kinetic viscosity ν in
a water-based dextran solution. Cdex denotes the concentration of dextran in solution and ν represents
kinetic viscosity. ν increases linearly as Cdex increases. Since the slope changes at 50 mg/mL Cdex , the
overlap concentration C* was deduced to be ca. 50 mg/mL. This value was 2.5 times greater than that
of a water-based PEG (50 K) mixture, 20 mg/mL [4].

Figure 1. Relationship between Cdex and νin a water-based dextran solution. The solid and dashed
lines represent the linear regression between a Cdex ranging from 0–50 and 50–70 mg/mL, respectively.
Error bars represent the standard error of the mean calculated from three independent measurements.

To determine the cytotoxic effect of dextran, we adapted a trypan blue exclusion method to
identify the proportion of viable cells. As a result, 40 mg/mL of dextran-containing medium was
associated with a NMuMG cell viability similar to that of cells cultured in a medium without dextran
(Figure 2). This suggests that, even after treatment with laser tweezers, cellular activity in the presence
of dextran is maintained, without cytotoxicity.
Figure 3 examines the optical-tweezer-dependent mechanism of cell–cell contact. In this
experiment, we applied single-beam optical tweezers. Figure 3A,B show cell adherence induced
with optical tweezers for 5 and 300 s, respectively. As shown, 5 s of forced contact was insufﬁcient to
induce cell adherence. On the other hand, as reported previously, 300 s of forced contact produced
stable cell–cell contact. This suggests that 300 s are required to produce cell adherence and in turn
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establish 3D cellular assembly. Figure 3C demonstrates the stability of cell–cell contact represented by
the percentage of surviving cellular pairs following the indicated actions (approach or contact).
Figure 4 demonstrates the formation of various cell morphologies. Here, we applied double-beam
optical tweezers.
Figure 5 conﬁrms the formation of various cell morphologies from Neuro2A mouse brain
neuroblastoma cells. In this experiment, we applied single-beam optical tweezers. Neuro2A cells were
manipulated with optical tweezers to form various cellular structures. Since undifferentiated Neuro2A
cells are used in models of neuronal differentiation [24], 3D assembly of these cells may be useful for
modelling neuronal differentiation in 3D cell structures. This system may serve to demonstrate the
relationship between 3D cell positioning of undifferentiated neuronal stem cells and neurogenesis.

Figure 2. Viability of NMuMG cells. These cells were treated with various concentrations of dextran
ranging from 0 to 40 mg/mL. Error bars represent the standard error of the mean calculated from three
independent measurements.

Figure 3. Cont.
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(C)

Figure 3. Laser manipulation of a pair of epithelial cells (NMuMG); (A) 5 s or (B) 300 s in the presence
of dextran (40 mg/mL): Spatio-temporal diagram illustrating the process of manipulation (Approach,
Contact or Separation (A) or Adhesion (B)). (C) The probability that stable cell–cell contact is maintained
through optical transportation for the distance of ca. 5 mm, i.e., the percentage of experimental runs to
obtain the result as exempliﬁed in (B), where the result as in (A) was counted as a failure. Error bars
represent the standard error of the mean calculated from three independent measurements.

Figure 4. Assemblies of epithelial cells (NMuMG) of various shapes in a medium with DEX (40 mg/mL):
the shape of a donut (A), letter ‘L’ (B), and tetragonal pyramid as an example of 3D cluster (C).

Figure 5. Stable cellular assembly of Neuro2A cells in a dextran (50 mg/mL) medium using optical
laser tweezers. The focal point of the laser is marked by the red ‘x’.

4. Discussion
The present study successfully extends our recent results on the use of solvable polymers for
3D single-cell-based manipulation. This system adapts an invasive cell assembly method involving
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optical tweezers and dextran. This dextran-based method is expected to serve as a next-generation
3D single-cell assembly system with future applications in cell biology and regenerative medicine.
The results of the present study suggest further advancement of the present method for the formation
of stable 3D cellular assemblies through the use of various kinds of solvable polymers, including
proteins, polysaccharides, polynucleic acids, etc.
It is widely considered that cell adhesion may be engendered using the congestion or crowding
effect [4], which has been attributable to the effect of higher osmotic pressure. Here, it is noted that
the effect exerted by a polymer “crowding” solution on living cells is much different from the simple
osmotic pressure caused by the addition of small solute molecules. With an increase in osmotic pressure
due to the presence of small solutes, cells tend to shrink. However, such osmotic pressure does not
directly switch cell–cell interaction from repulsive to attractive. Cell aggregation is a secondary effect
caused by an increase in osmotic pressure. In contrast, a solution crowded with macromolecules
or large polymer chains causes a so-called depletion effect [4,25,26]. The attractive interaction as a
result of the depletion effect by polymer crowding occurs at a length scale on the order of the size
of the polymer chain, for example on a scale represented by Rg for the radius of gyration or RH for
the hydrodynamic radius. In contrast, as for the osmotic effect of polymers, the increase in osmotic
pressure is roughly proportional to the contour length or full-stretch length of the polymer chain,
which is proportional to the volume as the product of the contour length and the cross-sectional area of
the polymer, being much smaller than the volume occupied by the polymer chain. Thus, in general, the
depletion effect is much more signiﬁcant for polymer chains with a large contour length of more than
several tens of nm. The attractive interactions between facing cells due to the entropic depletion force
causes ﬂat contact between a pair of cells by creating a gap with the size of the polymer, accompanied
by slight deformation of the curvature of the facing side of the membrane on the order of the energy of
thermal ﬂuctuation. The occurrence of such a ﬂat gap contributes to the formation of stable cellular
contact, by allowing the 2D random walk of individual membrane components, such as membrane
proteins and sugar lipids, so as to form attractive contact pairs upon encountering membrane surfaces.
The stabilization energy between the facing membranes per unit area due to depletion interaction, εα ,
is expressed with approximation as [4],
ε α = −π P (2d − x )
εa = 0

when
when

x ≤ 2d
x > 2d,

(1)

where π P is the depletion pressure due to the coexisting polymer such as DEX polymer; d is the
diameter of the polymer in a random coil conﬁrmation; and x is the distance between the facing
membranes. Thus, the attractive force per surface area due to the depletion effect can be described as,
α
Pdep ≈ − ∂ε
∂x = − π P
Pdep ≈ 0

when
when

x ≤ 2d
x > 2d.

(2)

Meanwhile, the repulsive interactions between a pair of cells ﬂoating in solution, such as electric
interactions [27], short-range hydration repulsion force [28], and membrane duration [29,30], are
inherent properties of a cell membrane [31]. The following relationship has been proposed for repulsive
interaction between facing membranes [27]. The positive pressure Prep can be represented as,
 x
0
Prep = Prep
exp − ,
L

(3)

0 is a positive variable that depends on the ionic strength of the medium and the surface
where Prep
potential at the extreme of x = 0; and L is the characteristic length on the order of 1 nm for a
conventional medium for cell culture.
Based on the above arguments regarding the interactions between facing membranes, the net
pressure Pnet is the sum of the depletion and repulsive interactions: Pnet = Pdep + Prep [4]. With regard
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to the experimental conditions for DEX (200 k), the size of the DEX polymer chain in solution, d, is
regarded as 15–20 nm [32]. We reported that the transmembrane distance is x = 10 − 15nm in the
balance between attractive and repulsive contributions in solutions containing PEG as a crowding
polymer [4]. Under similar treatment, we deduced that the width of the gap between facing cells
in the present work is of a similar order of magnitude, i.e., x = 10 − 15nm. Thus, when cell–cell
contact is achieved in the presence of a crowding polymer, there remains a void space with a width
comparable to the size of the polymer between the facing membranes of the adjacent cells. As we
discussed in our recent article, the existence of this void space between facing membranes provides the
opportunity for the facing membranes to switch repulsive interaction to attractive interaction during
cell–cell contact due to dielectric attraction under a focused laser. As a result, stable cell–cell contact
could be achieved even after the removal of the coexisting polymer [4]. With regard to the generation
of attractive interaction between neighboring cells, a crowding solution environment causes DNA
condensation and compaction through the occurrence of the attractive interaction between negatively
charged DNA segments [33]. The essential mechanism of attraction is similar to that in our observation
of the formation of stable cell–cell contact in PEG solution [4]. Altogether, the overall ﬁndings suggest
that repulsive single cells can be easily attracted to each other in a medium which contains water
soluble polymers such as dextran and PEG, through the depletion effect. This effect facilitates us to
construct 3D single cell structures and is, therefore, useful for further applications.
In this study, stable cellular adhesion of NMuMG cells was achieved at concentrations even
lower than the overlap concentration C*. The fact that the polymer solution formed stable cell–cell
contact below C* is of value because the viscosity of the solution is essentially the same as that of the
usual cell culture medium. Under such low viscosity, transportation of individual cells by laser does
not encounter any difﬁculty. While PEG is a synthetic polymer, we have demonstrated for the ﬁrst
time that a natural polymer (dextran) can precipitate cell adhesion and facilitate 3D cellular assembly.
In related studies on the use of DEX solution for cell manipulation, Takayama et al. have examined
cell printing on a solid substrate. With the use of a dextran solution, they successfully localized cell
aggregates at desired positions [34,35]. They reported that the gene expression proﬁle of cells that
differentiated after treatment with dextran solution was almost the same as that of cells in the usual
medium. In this study, we noted that 10–40 mg/mL of dextran did not have any cytotoxic effect on
NMuMG cells. Moreover, since natural compounds like dextran are relatively safe and therefore easily
added to the cell culture medium, our dextran-based method may be able to achieve relatively less
invasive 3D single-cell assembly.
Cell–cell contact inﬂuences the ability of progenitor cells to differentiate [36,37]. Moreover,
embryonic stem cells are occasionally cultured as 3D aggregates, known as embryoid bodies.
This enhances the differentiation of several cell types. Similarly, neurogenesis can be triggered using
sphere-cultured P19 mouse carcinoma cells [38]. Therefore, how these cells are reconstituted in a
3D structure is quite important for proper differentiation. In this regard, our dextran-based 3D cell
assembly technique may enable users to control 3D-structure assembly in the hope of achieving novel
advances in regenerative medicine.
Cell therapy has received great attention in the ﬁeld of neuroscience. In the near future, these
therapies may be used to treat neurodegenerative diseases such as Parkinson’s disease. In this regard,
we were able to make single cell–cell contact using Neuro2A cells. Since neuronal circuits are well
organized, it is important to precisely manage the position of neuronal cells and their progenitors.
Our 3D single-cell assembly method together with DEX should help to facilitate the reconstitution of
damaged neuronal networks. To this end, our approach, which involves the use of optical tweezers,
may contribute to the regeneration of well-functioning neuronal systems. Since neuronal systems are
composed of many cell types, our next challenge will be to produce lasting cell–cell adhesion between
these various cells. Moreover, although we optimized the conditions required for ﬁne control of the
position of neuronal progenitor cells in this study, a functional analysis was not performed. Therefore,
it will be important to further evaluate our ﬁndings using long-term cell culture methods and various
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functional assays (e.g., single cell transcriptome analysis). To develop functional organoids, which
has recently been used as the scientiﬁc term to indicate 3D organ-like structures composed of speciﬁc
cell types or progenitor cells [39,40], it is important to establish an experimental methodology to
construct 3D cellular assembly of a large number of cells (above the order of one hundred) with various
morphologies. In this regard, we would like to propose the future extension of our study with the
hierarchical construction of small cell assemblies (on the order of ten) into a larger assembly with
speciﬁc shape where each small cell assembly exhibits suitable positioning to generate the speciﬁc
function as an organoid.
Concluding the present article, we would like to stress the difference between the crowding effect
or depletion effect due to macromolecules and the effect of osmotic pressure. The depletion effect
induces attractive interaction between neighboring cells through the effect of the exclusion volume
by macromolecules on the scale of R3 , where R is the radius of a polymer chain as represented by
Rg or RH . In contrast, the osmotic effect scales with the exclusion volume along the polymer chain,
which is much smaller than the scale of R3 for the depletion volume of macromolecules. Additionally,
depletion interaction induces attractive interaction between neighboring cells as a primary, direct
effect. The present study indicated that depletion interaction is promising for the formation of stable
cell–cell contact. We have shown that the natural macromolecule DEX is useful for this purpose, similar
to the synthetic polymer PEG. Although there is a large difference in conformational characteristics
between DEX and PEG, they result in similar cell–cell attraction, suggesting that the depletion effect
can generally be applicable for the construction of stable 3D cellular assemblies. Further extension
of this study is expected to contribute to future developments in cellular biology and regenerative
medicine. Lastly, we would like to stress that most eukaryotic cells maintain their lives surrounded by
crowding body ﬂuids.
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Abstract: In vitro cell culture is traditionally performed within two-dimensional (2D) environments,
providing a quick and cheap way to study cell properties in a laboratory. However, 2D systems
differ from the in vivo environment and may not mimic the physiological cell behavior realistically.
For instance, 2D culture models are thought to induce cancer stem cells (CSCs) differentiation,
a rare cancer cell subpopulation responsible for tumor initiation and relapse. This fact hinders the
development of therapeutic strategies for tumors with a high relapse percentage, such as triple
negative breast cancer (TNBC). Thus, three-dimensional (3D) scaffolds have emerged as an attractive
alternative to monolayer culture, simulating the extracellular matrix structure and maintaining the
differentiation state of cells. In this work, scaffolds were fabricated through electrospinning different
poly(ε-caprolactone)-acetone solutions. Poly(ε-caprolactone) (PCL) meshes were seeded with triple
negative breast cancer (TNBC) cells and 15% PCL scaffolds displayed signiﬁcantly (p < 0.05) higher
cell proliferation and elongation than the other culture systems. Moreover, cells cultured on PCL
scaffolds exhibited higher mammosphere forming capacity and aldehyde dehydrogenase activity than
2D-cultured cells, indicating a breast CSCs enrichment. These results prove the powerful capability
of electrospinning technology in terms of poly(ε-caprolactone) nanoﬁbers fabrication. In addition,
this study has demonstrated that electrospun 15% PCL scaffolds are suitable tools to culture breast
cancer cells in a more physiological way and to expand the niche of breast CSCs. In conclusion,
three-dimensional cell culture using PCL scaffolds could be useful to study cancer stem cell behavior
and may also trigger the development of new speciﬁc targets against such malignant subpopulation.
Keywords: poly(ε-caprolactone); electrospinning; scaffolds; three-dimensional cell culture; triple
negative breast cancer; breast cancer stem cells; mammospheres; aldehyde dehydrogenase

1. Introduction
Presently, in vitro cell culture represents a crucial tool to study cell behavior outside the organism.
Most cell cultures are performed with a two-dimensional (2D) environment providing cheap and
easy cell maintenance. A ﬂat plastic surface is treated, obtaining adherent features to enable cell
adhesion and proliferation. Therefore, these cells can only grow forming a monolayer, establishing
interactions with surface and contiguous cells. Cells adopt a ﬂattened morphology, which results in a
modiﬁed membrane receptor polarity and cytoskeleton architecture. Different studies demonstrated
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that cell shape variations interfere with gene expression and protein synthesis regulation [1,2].
Consequently, the 2D cell culture model described differs from the physiological environment of
living organisms. Body cells are embedded in the extracellular matrix (ECM), a three-dimensional (3D)
complex constituted by ﬁbrous proteins and molecules. This network structure provides a physical
support for cell growth as well as playing a major role in cell regulation [3,4]. Cells can establish
connections with their adjacent counterparts and with ECM ﬁbrous mesh, thereby tending to adopt
a more elongated morphology. This clear 3D physiological architecture contrasts with the lack of
structure of two-dimensional cell culture. Hence, conclusions from in vitro monolayer cell culture
experiments could be not applicable in terms of in vivo cell behavior, empowering the requirement of
3D models for cell culture.
Over recent years, various three-dimensional cell culture systems have emerged, differing in their
composition, arrangement and ﬁnal application. The models based on a solid, physical support are
called scaffolds and are made up of a network of ﬁlaments mostly made by synthetic materials [5].
This 3D product can be manufactured by electrospinning technology using a high electric ﬁeld. The
polymer is dissolved and the solution is charged at high voltage. When electric force overcomes the
surface tension, the polymer solution is pulled onto the target plate and the solvent is evaporated,
collecting nanoﬁbers which intersect each other [6]. The resultant architecture mimics the ECM
ﬁbrous assemblage and cultured cells are able to adopt a more in vivo shape. Obviously, all cell
types possess distinct morphological characteristics which may lead to different cell culture support
requirements. In this regard, it is worth noting that scaffold manufacturing techniques allow product
customization, so that different process parameters, such as scaffold porosity, ﬁber diameter and
microstructure, may be modiﬁed on the basis of the ﬁnal application [7–9]. Poly(ε-caprolactone)
(PCL) is a synthetic polymer that has been widely used to fabricate scaffolds, due to its viscoelastic
and malleable properties, absence of isomers and low cost [10]. PCL may be processed with many
technologies since it presents a low melting point around 60 ◦ C and it is soluble in several solvents,
such as chloroform, dichloromethane, benzene, acetone and dimethylformamide [11]. Moreover, PCL
shows biocompatible properties, long-term biodegradability but bioresorbable [12], all these features
making it a good candidate for biomedical and cell culture applications.
As previously explained, polymeric ﬁlaments offer physical support to cells to adhere and
proliferate into the 3D structure. This fact enables cells to acquire a more elongated shape, close to
physiological morphology, in contrast with the ﬂatness adopted in monolayer cultures. Hence, the
cancer research ﬁeld is taking advantage of the three-dimensional cell culture model’s beneﬁts. Over
the last two decades, cancers have not been studied as an abnormal growth of a single cell type,
as cells with distinct characteristics, such as normal cancer cells and, in minor proportion, cancer
stem cells (CSCs) are found in a given tumor. While the CSCs subpopulation only represents a small
percentage of tumor cells, they have been demonstrated to drive cell growth in a wide variety of cancer
types including leukemia [13], brain [14,15], myeloma [16] and breast [17]. Therefore, CSCs possess
tumorigenic features, among other speciﬁc characteristics, useful for their identiﬁcation and isolation.
This subset is capable of undergoing self-renewal and differentiating into non-stem cancer cells due
to their stem properties. Moreover, CSCs are able to grow in suspension and proliferate forming
spheres [14,18], and can be isolated due to an enhanced activity of the aldehyde dehydrogenase
(ALDH) enzyme [19]. As expected, this subpopulation with stem characteristics plays a key role in
cancer development and prognosis. A link between CSCs and tumor relapse after treatment and
metastasis is proven [20] since they show relative high radio- [21] and chemoresistance [22]. This fact
becomes relevant in some speciﬁc cancer types with an appreciable recurrence percentage, such as
breast cancer. Concretely, triple negative breast cancer (TNBC) presents the highest proportion of
tumor relapse with a value around 34% and the lowest mean time to local and distant recurrence when
compared with other breast cancer types [23]. TNBC is characterized by the absence of breast cancer
molecular biomarker ampliﬁcation, so therapeutic targets against TNBC do not exist and patients are
treated with general chemotherapy [24].
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Breast cancer stem cells (BCSCs) could become a potential target for future treatments
against TNBC. However, BCSCs in vitro culture encounters a number of difﬁculties. Cancer stem
subpopulation represents a low percentage within the tumor [17,25] and two-dimensional cell culture
induces its differentiation losing stem features [26]. Previous investigations demonstrated that
three-dimensional cell culture maintained and expanded BCSCs subset when compared with 2D
culture samples [27–30]. Therefore, the present sought to test the suitability of fabricated electrospun
PCL scaffolds to provide a more suitable niche for BCSCs to grow. Scaffolds from two different
polymer concentrations were tested to evaluate 3D culture suitability with triple negative breast
cancer cells. Cell proliferation and morphology were evaluated on different culture days and ﬁnally,
BCSCs were quantiﬁed to discern the scaffold’s culture effect. In agreement with literature, PCL
scaffolds could be a useful tool to culture breast cancer cells in a more physiological way and
expand the BCSCs subpopulation. Customizable methodologies such as electrospinning enable
the production of distinct three-dimensional meshes concerning the cell of interest requests. Moreover,
the BCSCs’ enrichment could facilitate their study and the development of speciﬁc treatments against
this malignant subpopulation. BCSCs targeted treatments could replace aggressive procedures like
chemotherapy and attack the highly recurrent tumors such as triple negative breast cancer.
2. Materials and Methods
2.1. Scaffolds Fabrication
Poly(ε-caprolactone) (PCL) and acetone were chosen as biopolymer and non-toxic solvent
respectively, to manufacture the scaffolds. PCL 3 mm pellets with an average molecular weight
of 80,000 g/mol (Sigma-Aldrich, St. Louis, MO, USA) were dissolved in acetone (PanReac AppliChem,
Gatersleben, Germany). Two different concentrations of 7.5 and 15% w/v PCL were achieved under
40 ◦ C and agitation using a magnetic stirrer. Scaffolds were fabricated with an electrospinning
instrument (Spraybase, Dublin, Ireland). PCL solution was placed in a plastic syringe (BD Plastipak,
Franklin Lakes, NJ, USA) connected to an 18 G needle emitter with an inner diameter of 0.8 mm.
A ﬁxed voltage of 7 kV was applied and a ﬂow rate of 6 mL/h was established by the Syringe Pump
Pro software (New Era Pump Systems, Farmingdale, NY, USA). The distance between the emitter and
stationary collector was 15 cm. The electrospinning process was stopped when 10 or 5 mL of solution
were ejected, for 7.5 and 15% PCL concentrations respectively. The meshes were then cut into squares
with a scalpel.
2.2. Scanning Electron Microscopy Analysis
Microscopic characterization was performed through scanning electron microscopy (SEM; Zeiss,
Oberkochen, Germany) after carbon coating. Scaffolds were imaged on the top and bottom to conﬁrm
ﬁbre uniformity and Image J software (National Institutes of Health, Bethesda, MD, USA) was used
for image analysis. Fibre diameter, surface porosity and pore area were calculated from the top and
bottom sides to calculate the average value.
2.3. Cell Line
MDA–MB–231 triple negative breast cancer cell line was obtained from the American Type Culture
Collection (ATCC; Rockville, MD, USA). Cells were routinely grown in Dulbecco’s Modiﬁed Eagle’s
Medium (DMEM; Gibco, Waltham, MA, USA) supplemented with 10% fetal bovine serum (FBS), 1%
L -glutamine, 1% sodium pyruvate, 50 U/mL penicillin/streptomycin (HyClone, Logan, UT, USA).
Cells were kept at 37 ◦ C and 5% CO2 atmosphere and culture medium was changed every 3 days.
2.4. Three-Dimensional Cell Seeding
PCL meshes were sterilized by immersion into 70% ethanol/water solution overnight, washed
three times with PBS (Gibco, Waltham, MA, USA) and ﬁnally exposed to UV light for 30 min. Sterilized
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scaffolds were placed in non-adherent cell culture microplates (Sartstedt, Nümbrecht, Germany)
and soaked in culture medium for 30 min at 37 ◦ C before cell seeding to facilitate cell attachment.
Corresponding cell density was prepared in a small volume of medium (50–100 μL). Cell suspension
was pipetted drop by drop onto the scaffold centre. Then scaffolds were incubated for three hours
at 37 ◦ C and 5% CO2 atmosphere to allow cell attachment and after that incubation period, culture
medium was added.
2.5. Cell Proliferation Assay
A suspension of 100 MDA–MB–231 cells per cm2 were seeded on adherent microplate wells
(Sartstedt), 7.5% and 15% PCL scaffolds. Cell culture was maintained for 12 days. Every two days,
samples were collected and 3-(4,5-dimethylthiazolyl-2)-2,5-diphenyltetrazolium bromide (MTT) assay
was performed to quantify cell viability. Brieﬂy, adherent wells and scaffolds were washed with PBS
and meshes were put into new wells. Volumes of 1 mL DMEM and 100 μL MTT (Sigma-Aldrich,
St. Louis, MO, USA) were added and samples were incubated for 150 min. In this test, only viable
cells retain the ability of transforming yellow MTT into purple formazan crystals. After incubation,
formazan crystals were dissolved with 1 mL DMSO (Sigma-Aldrich, St. Louis, MO, USA) under
shaking. Four 100 μL aliquots from each well were pipetted into a 96-well plate and placed into
a microplate reader (Bio-Rad, Hercules, CA, USA). Absorbance was measured at 570 nm. Culture
medium of remaining samples was changed every two days.
2.6. Three-Dimensional Cell Culture
In order to evaluate the amount of BCSCs, MDA–MB–231 cells were cultured for 3, 6 and 12 days
on scaffolds without passaging, changing the culture medium every three days. Considering cell
growth kinetics of MDA–MD–231 cell line, 20,000, 8000 and 400 cells/cm2 were seeded for 3, 6 and
12 days of culture respectively, achieving a similar cell conﬂuence at the end of each culturing period.
Since cell conﬂuence affects cell behaviour and metabolism, the ﬁnal cell amount was ﬁxed to avoid
variations due to this effect. In the case of 2D samples, cells were cultured on monolayer for 3 days at a
cell seeding density of 20,000 cells/cm2 in the same way as the scaffolds. Prior to the present work, cell
line was grown routinely on two-dimensional plastics, thus only 3 days culture time was performed.
Preceding experiments showed no differences in reference of cell behaviour between 2D cultured cells
during 3, 6 and 12 days using the aforementioned initial cell densities (20,000, 8000 and 400 cells/cm2
respectively; data not shown).
2.7. Fluorescence Microscopy Analysis
Triple negative MDA–MB–231 cells were cultured on adherent coverslips (Sarstedt) and 7.5
and 15% PCL meshes, for 2D and 3D culture respectively. After the culture period, cells were
washed with PBS and ﬁxed with 4% paraformaldehyde (PFA; Sigma, St. Louis, MO, USA) for
20 min. To permeabilize the cells, coverslips and scaffolds were washed and 0.2% Triton X-100
(Sigma) was added for 10 min. Then samples were blocked with PBS containing 3% bovine serum
albumin (BSA; Sigma) as a blocking buffer for 20 min. Cells were subsequently incubated at room
temperature for 20 min with rhodamine-phalloidin (Cytoskeleton Inc., Denver, CO, USA) (1:200) to
stain actin cytoskeleton and then with 4,6-diamidino-2-phenylindole (DAPI; BD Pharmingen, Franklin
Lakes, NJ, USA) (1:1000) also at room temperature for 10 min to stain nuclei. Fluorescence was
observed under a ﬂuorescent microscope (Zeiss Axio Imager Microscope, Carl Zeiss, Göttingen,
Germany) and a Nikon DS-Ri1 coupled camera (Nikon, Tokyo, Japan) was used to acquire all images.
Camera settings (illumination intensity, quality, resolution and colour) were standardised for all
photographs. Rhodamine-phalloidin (red) and DAPI (blue) ﬂuorescence were captured and merged
with Image J software (National Institutes of Health, Bethesda, MD, USA). This software was also used
to calculate nuclear and cytoplasmic elongation factors. In brief, ﬁve cells of ten different images were
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randomly selected to measure the length and width of the nucleus and cytoplasm as shown in the
following formula:
Nuclear/Cytoplasmic Elongation Factor =

length nucleus/cytoplasma
≥1
width nucleus/cytoplasma

2.8. Mammosphere-Forming Assay
Scaffolds were washed with PBS and put into new wells to collect only those cells attached to
PCL ﬁlaments. Cells from 2D culture and scaffolds were detached with trypsin-EDTA (Cultek, Madrid,
Spain) at 37 ◦ C and 5% CO2 atmosphere. Afterwards, trypsinization cells were resuspended with
DMEM/F12 medium (HyClon) containing the following supplements: B27 (Gibco, Waltham, MA,
USA), EGF and FGF (20 ng/mL; Milteny Biotec, Bergisch Gladbach, Germany), 1% L-glutamine and
1% sodium pyruvate. A suspension of 2000 cells/well was seeded onto a 6-well, non-adherent cell
culture microplate (Sarstedt) and incubated for 7 days at 37 ◦ C and 5% CO2 . After this period, spherical
mammospheres bigger than 50 μm were counted. The equation described below was used to calculate
the Mammosphere Forming Index (MFI) of each culture condition:
MFI (%) =

no mammospheres
× 100
no seeded cells

2.9. ALDEFLUOR Assay
To analyze the aldehyde dehydrogenase (ALDH) activity, an ALDEFLUOR™ kit (Stem Cell
Technologies, Durham, NC, USA) was used following the manufacturer indications. Cells were
detached from the culture plastic (2D samples) and PCL scaffolds (3D) as explained in Section 2.8,
washed with PBS and subsequently resuspended in ALDEFLUOR™ assay buffer at a concentration
of 400,000 cells/mL. ALDEFLUOR™ Reagent (BODIPY-aminoacetaldehyde; BAAA) was added to
each cell suspension. In order for the background ﬂuorescence to be considered, a negative control
for every sample was set by adding ALDEFLUOR™ diethylaminobenzaldehyde (DEAB), an ALDH
inhibitor, to each cell suspension prior to adding BAAA in ALDEFLUOR assay buffer. All samples
were incubated for 45 min at 37 ◦ C in the dark.
Incubated samples were analyzed with a Cell Lab Quanta ﬂow cytometer (Beckman Coulter Inc.,
Miami, FL, USA) to quantify the ALDH-positive cell population. The argon ion laser (488 nm) was
used as a light source set at a power of 22 mW. Green ﬂuorescence was detected with ﬂuorescent
channel 1 (FL1) optical ﬁlter (dichroic/splitter, dichroic long-pass: 550 nm, band-pass ﬁlter: 525 nm,
detection width 505 to 545 nm). Information of a minimum of 10,000 events was recorded in List-mode
Data ﬁles (LMD) and analyzed using FlowJo 10.2 software (FlowJo LLC, Ashland, OR, USA). Data
were not compensated.
First, side-scatter (SS) and electronic volume (EV; equivalent to forward scatter) dot plots were
performed and only single cells were selected, excluding debris and cells aggregates (less than 5%).
Then, SS and log FL1 dot plots from DEAB samples were created to establish background ﬂuorescence.
The ALDH-positive cells’ gate was traced, delimiting the rightmost area and including only the 0.5%
of total cell population. BAAA samples were equally processed and ALDH-positive cells gates of
respective controls were used to discern the sample percentage of cells with high ALDH activity.
2.10. Statistical Analysis
All data are expressed as mean ± standard error of the mean (SEM). Data were analyzed using IBM
SPSS (Version 21,0; SPSS Inc., Chicago, IL, USA). First, normality and homoscedasticity were evaluated
using Shapiro-Wilks and Levene tests, respectively. As for cell proliferation and mammosphere
forming assays, data were found to present a normal distribution and variances were homogeneous,
a general linear model followed by post-hoc Sidak test was run. Factors were the treatment (i.e., 2D,
3D with 7.5% PCL, and 3D with 15% PCL and the culturing time). As far as the ALDEFLUOR assay,
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√
the same tests were run following transformation of data with arcsine square root (arcsin x), as this
was required for correcting the heteroscedasticity. Finally, as ratios between nuclear and cytoplasmic
elongation factors (Fluorescence Microscopy Analysis in Section 3.3), did not fulﬁl with parametric
assumptions, even when transformed, they were tested with Kruskal-Wallis and Mann-Whitney
tests. The level of signiﬁcance was set at p < 0.05. All observations were conﬁrmed by at least three
independent experiments.
3. Results
3.1. Electrospun Scaffolds Characterization
Once the polymer solution was electrospun, 7.5% PCL meshes showed an average thickness of
147.22 ± 5.00 μm, whereas 15% scaffolds’ depth was 196.00 ± 4.65 μm. To study microscopic scaffold
architecture, both specimens were imaged by Scanning Electron Microscopy (SEM; Table 1).
Table 1. Microscopic characterization of 7.5% and 15% electrospun poly (ε-caprolactone) (PCL)
scaffolds (7 kV, 6 mL/h). Top and bottom sides were visualized through scanning electron microscopy
micrographs at different magniﬁcations. Both sides were used to calculate ﬁber diameter, surface
porosity and pore area. (Scale bars: 10 μm).
Side

7.5% PCL

Magniﬁcation
1500×

5000×

Top
Fibre diameter
295.12 ± 148.45 nm
Surface porosity
28.39% ± 4.53%
Pore area
0.24 ± 0.42 μm

Bottom

15% PCL

Top
Fibre diameter
701.13 ± 401.89 nm
Surface porosity
22.48% ± 7.57%
Pore area
0.84 ± 1.82 μm2

Bottom

Meshes were visualized on the top and bottom sides so that ﬁber uniformity was certiﬁed,
presenting similar features. Scaffolds from 7.5% PCL exhibited, apart from the ﬁlaments, spherical
structures made by non-ﬁlamentous polymer. Regarding ﬁber diameter, 7.5% ﬁlms showed an average
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diameter close to 300 nm, whereas the diameter of those containing 15% PCL increased up to 700 nm.
Both scaffolds presented similar surface porosity, but they differed in the average pore area. Scaffolds
from 15% PCL solution exhibited larger pores compared with 7.5% meshes.
3.2. Cell Proliferation
As aforementioned, scaffolds could provide a three-dimensional environment for cancer cell
culture. Architecture and porosity of ﬁlaments directly interfered with cell adhesion and growth.
As seen in the previous section, 7.5% and 15% PCL scaffolds were proven to exhibit distinct microscopic
structures. To evaluate the inﬂuence of scaffold microenvironment on cell growth, MDA–MB–231 cells
were cultured on 2D adherent surfaces and on 7.5% and 15% meshes. Cell viability was evaluated
through MTT assay on successive culture days, presented in Figure 1.

Figure 1. Cell proliferation analysis for MDA–MB–231 cells cultured on two-dimensional surfaces
(2D) and on 7.5% and 15% PCL scaffolds (3D). (*), (#) and ($) symbols represent signiﬁcant (p < 0.05)
differences between groups.

On the ﬁrst assay days, few differences were observed regarding cell proliferation between
different culture models. Variations between cell culture supports took place when a minimum cell
conﬂuence was reached, starting from day 8. MDA–MB–231 cells cultured on 2D adherent microplates
presented a higher cell proliferation ratio compared to three-dimensional scaffolds, adopting strongly
exponential kinetics. Scaffolds fabricated with 15% PCL solution also showed an exponential cell
growth, but with a smaller slope. In contrast, 7.5% PCL meshes exhibited the lowest cell proliferation
with a fairly linear trend. Since day 8, cell proliferation of 7.5% PCL scaffolds was signiﬁcantly reduced
when compared with monolayer culture (p-values ranging from <0.001 to 0.014) and 15% PLC meshes
(p-values ranging from 0.002 to 0.040).
3.3. Cell Morphology
MDA–MB–231 cells were cultured on adherent two-dimensional coverslips (2D) and
three-dimensional PCL scaffolds (3D). Three different cell culture times (3, 6 and 12 days) were tested
to evaluate whether morphology differences existed. Actin cytoskeleton and nucleus were stained
to analyze possible changes in cell morphology between culture systems. MDA–MB–231 cells were
routinely cultured on plastic cell culture dishes, establishing a cell monolayer where cells appeared
to have a ﬂattened structure. MDA–MD–231 cell line was also characterized to adopt a relatively
lengthened cytoplasm. Fluorescent microscopy images conﬁrmed the morphology described in 2D
models (Figure 2). Some cells presented cytoplasmic prolongations, while others had a round shape
and nucleus aspect was predominantly ellipsoidal. Then, MDA–MD–231 cells displayed different
morphology when the two scaffold types, 7.5% and 15% PCL, were compared. Cells cultured on
7.5% PCL meshes (Figure 3a–c) exhibited similar aspects to 2D cultured ones, including nucleus
and cytoplasm architecture. This trend was observed along the different days of cell culture with
no noticeable differences. In contrast, a high number of MDA–MD–231 cells showed lengthened
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morphology when cultured on 15% PCL scaffolds (Figure 3d–f). Cytoplasm prolongations were longer
than the ones from 2D and 3D 7.5% PCL cultures. When cell culture days increased, prolongations
seemed to be even more extended. Moreover, some cells appeared to be unfocused on 15% PCL meshes
pictures, indicating that cell culture occurred on different scaffold depth. No qualitative differences
were observed concerning nuclear shape.

Figure 2. MDA–MB–231 cells grown in two-dimensional (2D) adherent coverslips. Actin
cytoskeleton was stained with rhodamine-phalloidin (red) and nucleus was stained with
4,6-diamidino-2-phenylindole (DAPI; blue). Fluorescence microscopy images were captured at a
magniﬁcation of 200× (Scale bar: 100 μm).

(a)

(b)

(c)

(d)

(e)

(f)

Figure 3. MDA–MB–231 cells grown in three-dimensional (3D) PCL scaffolds. Cells were seeded on
7.5% PCL (a,c,e) and 15% PCL meshes (b,d,f). Cells were cultured for 3 (a,b), 6 (c,d) and 12 days (e,f)
without passage. Actin cytoskeleton was stained with rhodamine-phalloidin (red) and nucleus was
stained with DAPI (blue). Fluorescence microscopy images were captured at a magniﬁcation of 200×
(Scale bars: 100 μm).
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To quantitatively evaluate cell morphology in 2D and 3D cultures, nuclear and cytoplasmic
elongation were measured as described in Section 2.7. No signiﬁcant changes in nucleus elongation
were observed between 2D and 3D cultures (Figure 4a), which agreed with the aforementioned
descriptive microscopic observation. The nuclear elongation factor of 2D cultured cells was 1.60 ± 0.12,
pointing out to the ellipsoidal form of the nucleus. All 3D cultured cells factors were similar or
slightly lower, between 1.47 ± 0.07 and 1.60 ± 0.08. Cytoplasm pattern was also studied (Figure 4b)
and, whereas MDA–MB–231 cells cultured on 7.5% PCL scaffolds presented a similar cytoplasmic
elongation factor than those cultured in 2D, with a value around 1.70, the cells on 15% PCL meshes
exhibited a signiﬁcantly higher cytoplasmic length.

Figure 4. Cell morphology analysis for MDA–MB–231 cells cultured on two-dimensional surfaces (2D)
and on 7.5% and 15% PCL scaffolds. Nuclear (a) and cytoplasmic elongation (b) were measured as
explained in Section 2.7. Scaffolds values were compared with 2D culture and levels of statistically
signiﬁcance were indicated as * (p < 0.05).

As previously mentioned, SEM analysis showed that 15% PCL scaffolds were the only specimen
formed exclusively by ﬁlaments. Moreover, MDA–MB–231 cells cultured on meshes of 15% PCL
exhibited a high cell proliferation (Figure 1) and different cell morphology (Figure 3) compared with
7.5% PCL scaffolds. As the main aim of three-dimensional cell culture is to mimic the extracellular
matrix structure and provide a comfortable support to cell growth, meshes from 15% PCL solution
were chosen to conduct the further experiments of the present study. From now onwards, 3D culture
samples will exclusively refer to cells cultured on 15% PCL scaffolds. As in previous experiments, the
effects of culturing cells with those 15% PCL scaffolds were also tested at 3, 6 and 12 days of culture.
3.4. Mammoshperes Forming Assay
Breast cancer stem cells possess an anchorage-independent growth, proliferating into
mammospheres when cultured on non-adherent surfaces. Hence, Mammospheres Forming Assay was
ﬁrst used to evaluate the spheres forming capacity of cells previously cultured on 2D and 3D supports.
The MDA–MB–231 triple negative cell line was seeded as described in “Materials and Methods” section.
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Mammospheres from all cell samples did not show qualitative differences regarding morphology
and size (Figure 5a–d). However, all three-dimensional cultured cells showed a signiﬁcantly higher
Mammosphere Forming Index (MFI) than 2D samples, reaching the maximum value and signiﬁcance
on 6 days of culture (Figure 5e).

Figure 5. Mammosphere Forming Assay. Mammosphere images of MDA–MB–231 cells previously
cultured on 2D surfaces (a) and 15% PCL scaffolds for 3 (b), 6 (c) and 12 days (d). (Scale bars: 50 μm).
Mammosphere Forming Index (MFI) of MDA–MB–231 cell line after 2D or 3D cell culture with 15%
PCL scaffolds (e). Signiﬁcant differences of 3D with regard to 2D cultures are indicated as ** (p < 0.01)
and *** (p < 0.001).

3.5. Aldehyde Dehydrogenase Activity
The aldehyde dehydrogenase (ALDH) family is composed by dehydrogenases enzymes
responsible for the oxidation of retinol (vitamin A) to retinoic acid [31], the latter of which is involved
in gene expression regulation [32] and embryo development [33]. Moreover, ALDH enzymes have a
detoxiﬁcation role, protecting organisms against damaging aldehydes [34] and cytotoxic agents [35],
and have also been demonstrated to regulate hematopoietic stem cells differentiation via retinoic acids
production [36]. To corroborate the relative proportion of CSCs in 2D and 3D cultured cells, ALDH
activity was quantiﬁed as a measure of stem properties. Samples were assessed with ALDEFLUOR
assay and the percentage of ALDH-positive cells was determined as shown in Figure 6.
The ALDH-positive subpopulation increased when cells were cultured on PCL scaffolds,
compared to monolayer culture (Figure 7). ALDH activity enhancement was observed at 3 and
6 days of cell culture, the latter time point being the one with a signiﬁcant major percentage. However,
the proportion of ALDH + cells after 12 days of culture in 15% PCL scaffolds decreased, with ﬁgures
close to those of 2D.
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Figure 6. ALDEFLUOR assay plots of MDA–MB–231 cells cultured on monolayer (2D) and on 15% PCL
scaffolds (3D). Aldehyde dehydrogenase (ALDH) inhibitor (diethylaminobenzaldehyde; DEAB) was
processed to determine background ﬂuorescence limit, gating 0.5% ALDH-positive cells for all samples.

Figure 7. ALDH + cell subpopulation of MDA–MB–231 cells after monolayer culture (2D) or
three-dimensional cell culture with 15% PCL scaffolds (3D). (*) Denotes signiﬁcant (p < 0.05) differences
between 3D culture at a given time point and 2D.

4. Discussion
Polymer concentration (PCL) has been found to exert a great inﬂuence on scaffold architecture.
Indeed, 7.5% PCL scaffolds showed polymeric spheres connected to ﬁlaments. These structures,
previously described in the literature, are called beads and result from low polymer concentration [8,37].
In contrast, no beads were observed in 15% meshes, which also showed an average ﬁber diameter
2.4-fold higher than that of 7.5% specimens. While performing a direct comparison with values from
other studies is difﬁcult owing to the wide range of electrospun parameters used, the signiﬁcant
impact of PCL concentration in acetone on ﬁber morphology and diameter agrees with most previous
studies [7,8,38,39]. Furthermore, pore parameters were also evaluated and, while electrospun meshes
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presented similar surface porosity, the average pore area in 15% scaffolds was 3.5-fold larger than that
of 7.5% models.
MDA–MB–231 cells were successfully expanded on electrospun mats. Both scaffolds tested
(i.e., 7.5% and 15%) showed less cell proliferation compared with the homologous monolayer
culture, which was in agreement with previous studies [40]. When scaffolds from different polymer
concentrations were compared, microarchitecture traits seemed to inﬂuence 3D cell culture efﬁciency.
It is worth mentioning that low ﬁlament diameters have been revealed to facilitate cell adhesion
and growth [38,41,42] and collagen ﬁbers (the main protein in the extracellular matrix) display small
diameters below 100 nm [43]. However, in the current study, the scaffold with the lowest ﬁber diameter
(i.e., 7.5%) also exhibited beads which interfered with cell proliferation. Chen et al. (2007) demonstrated
that, despite having smaller ﬁber diameters, meshes with beads reduce ﬁbroblast growth [38]. In our
conditions, beaded scaffolds exhibited a lower surface area-to-volume ratio, providing less material
for cell growth. Moreover, interconnected pores with a minimum optimal area are needed to allow
cell growth and scaffold inﬁltration. Small pores of 7.5% scaffolds may also hinder MDA–MB–231
cells’ penetration within the mesh structure. Following this hypothesis, most cells would have adhered
to the surface and they would hardly have colonized different scaffold depths. With regard to cell
morphology, MDA–MB–231 cells seeded on 15% PCL scaffolds presented more cytoplasmic elongations
compared with round shaped cells on 7.5% PCL meshes and, specially, ﬂat surfaces. This ﬁnding was
supported by the higher cytoplasmic elongation factor of 15% PCL mat cells. Cell elongation along
scaffold nanoﬁlaments has also been observed in breast cancer cells [27,28], ﬁbroblasts [44] and murine
adult neural stem cells [45]. Accordingly, meshes from 15% PCL mimic the physiological environment
better as they allow cells to set a structure that 2D monolayers are devoid of. In fact, cytoskeleton
reorganization caused by 3D cell culture may regulate gene expression [2].
Taking into account cell proliferation kinetics and morphology changes, scaffold from 15% PCL
solution was selected to further accommodate MDA–MB–231 cell culture and evaluate BCSCs niche
expansion capacity. The MDA–MB–231 cell line presents low MFI values and can only be propagated
few passages on suspension culture due to their moderate e-cadherin expression [46]. However,
scaffolds culture improved mammospheres forming ability, particularly after 6 days of culture,
resulting in an enlarged tumorigenic [47] and self-renewal potential [48]. Additionally, MDA–MB–231
cells cultured on electrospun mats over the same period showed a signiﬁcant ALDH-positive
population increase in comparison of standard culture, with a conclusive 3.4-fold increase. Greater
ALDH activity indicated stem features acquisition since several studies noticed a high ALDH activity
on mammary [19], hematopoietic [49] and leukemic stem cells [50]. Taking all described stem features
assays into account, the present study has shown that 3D culture with electrospun scaffolds enhances
triple negative MDA–MB–231 tumourigenicity and ALDH activity. These rearrangements reach the
maximum signiﬁcance when the culture period lasts 6 days, this time being the one that allows reaching
the greatest BCSCs expansion through 3D cell culture. In agreement with our results, different breast
cancer cell studies also demonstrated cancer stem cell ampliﬁcation through PCL scaffolds fabricated
by electrospinning [27–29] and by other methods such as additive manufacturing technologies [30].
In conclusion, the current study has revealed the vast potential of poly(ε-caprolactone) on
the in vitro cell culture ﬁeld. Electrospun PCL solutions resulted in nanoﬁber production with
different architecture traits, demonstrating the high versatility of polymer and technology. Moreover,
non-beaded PCL scaffolds have been proven to supply physical support for triple negative breast
cancer cell proliferation and elongation. The 3D cell culture expanded the breast cancer stem
cell subpopulation, which in turn expressed more malignancy markers and exhibited stem cell
characteristics. Therefore, 3D culture with electrospun PCL nanoﬁbers may be useful to maintain
the in vivo structure and to culture BCSCs, making their expansion and characterization possible.
Investigation of this rare subpopulation is much warranted as it could facilitate the development of
new speciﬁc therapeutic approaches to prevent the high recurrence of tumors such as triple negative
breast cancer.
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Abstract: Cell density is one of the factors required in the preparation of engineered cartilage from
mesenchymal stem cells (MSCs). Additionally, it is well known for having a signiﬁcant role in
chemical and physical stimulations when stem cells undergo chondrogenic differentiation. Here, we
developed an engineered cartilage with a cell aggregate-hydrogel-polymer scaffold complex capable
of inducing the effective regeneration of cartilage tissue similar to natural cartilage while retaining a
high mechanical strength, ﬂexibility, and morphology. Cell aggregates were generated by the hanging
drop method with rabbit bone marrow stromal cells (BMSCs), and poly (lactide-co-caprolactone)
(PLCL) scaffolds were fabricated with 78.3 ± 5.3% porosity and a 300–500 μm pore size with a
gel-pressing method. We prepared the cell aggregate-ﬁbrin-poly (lactide-co-caprolactone) (PLCL)
scaffold complex, in which the cell aggregates were evenly dispersed in the ﬁbrin, and they were
immobilized onto the surface of the polymer scaffold while ﬁlling up the pores. To examine the
chondrogenic differentiation of seeded BMSCs and the formation of chondral extracellular matrix
onto the complexes, they were cultured in vitro or subcutaneously implanted into nude mice for
up to eight weeks. The results of the in vitro and in vivo studies revealed that the accumulation
of the chondral extracellular matrices was increased on the cell aggregate-ﬁbrin-PLCL scaffold
complexes (CAPs) compared to the single cell-ﬁbrin-PLCL scaffold complexes (SCPs). Additionally,
we examined whether the mature and well-developed cartilaginous tissues and lacunae structures
typical of mature cartilage were evenly distributed in the CAPs. Consequently, the cell aggregates in
the hybrid scaffolds of ﬁbrin gels and elastic PLCL scaffolds can induce themselves to differentiate
into chondrocytes, maintain their phenotypes, enhance glycosaminoglycan (GAG) production, and
improve the quality of cartilaginous tissue formed in vitro and in vivo.
Keywords: cell aggregate; hydrogel; poly (lactide-co-caprolactone); cartilage regeneration; hanging
drop method

1. Introduction
The principal function of articular cartilage, the dense connective tissue of the diarthrodial joints,
is to provide a lubricated surface as well as to bear high stress and friction loads in the body [1,2].
Articular cartilage composed of the extracellular matrix (ECM) with chondrocytes has a less intrinsic
capacity for self-healing, because it does not have blood vessels, nerves, or lymphatics for promoting
wound healing. Thus, when articular cartilage is damaged, it cannot repair itself spontaneously or
Polymers 2017, 9, 348
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rapidly unlike other tissues in the human body. This gives rise to severe consequences such as pain or
reduced mobility caused by further degeneration [3–6].
Many studies have been performed in an effort to overcome the above-mentioned limitations of
previously known therapies for cartilage regeneration. Thus, a treatment method for deep cartilage
defects in the knee with autologous chondrocyte transplantation has been reported [7–9]. Because the
above method has been proved successful in obtaining regenerative cartilage tissue, which is relatively
close to natural cartilage, by culturing autologous chondrocytes, clinical trials using autologous
chondrocyte transplantation (ACT) have been steadily rising in the United States and Northern
Europe. However, because ACT injects cultured chondrocytes in a suspension directly into a cartilage
defect area, ACT has several limitations, including a difﬁculty in obtaining a sufﬁcient amount of
chondrocytes [10], delamination, and underﬁlling of the defect. The injected cells are easily washed
out after transplantation, and as a result, it is difﬁcult to maintain a high cell density in the defect
area [11].
Although many studies have been conducted on cartilage regeneration using techniques
that include tissue engineering and ACT, some limitations still remain, such as the formation of
ﬁbrocartilage generated from the transplanted chondrocytes, and a reduced mechanical strength of the
newly formed tissues compared to native cartilage, which is problematic in terms of the mid-/long-term
durability of the cartilage regeneration [12–17]. The regeneration process must induce a considerable
glycosaminoglycan (GAG) production to generate functional engineered cartilage tissue, in other
words, to construct a structure which can bear loads in the human body [18] and avoid ﬁbrocartilage
formation [19].
To mimic better physiological tissues, three-dimensional (3D) cell cultures have been studied
because cellular functions and responses in tissues are often lost in two-dimensional cell cultures [20].
In many studies, they have used the pellet culture or micro mass culture technique to induce the
chondrogenic differentiation of cells or to form cartilage-like tissues. By using these culture systems,
they supply a three-dimensional morphology of cartilage to cells, which has an important role in
promoting cell–matrix interactions and cell–cell interactions during chondrogenesis. Furthermore,
the phenotypic features of cartilage are closely related to its three-dimensional matrix of collagen and
proteoglycans, which are lost in monolayer cultures [21,22].
High-density cell cultures, such as the above-mentioned methods, are widely used to induce cells
to differentiate and to maintain the chondrocyte phenotype by providing the proper environment to
the cells [23]. In this study, we developed cell aggregates with bone marrow stromal cells (BMSCs)
that have a high density using a hanging drop culture. The cell aggregates spontaneously formed
a three-dimensional structure during the culture in vitro. After that, we seeded the cell aggregates
onto hybrid scaffolds of ﬁbrin gels and elastic poly (lactide-co-caprolacton) (PLCL) scaffolds, which we
have previously fabricated [24]. These scaffolds, called cell aggregate-ﬁbrin-PLCL scaffold complexes
(CAPs), were then used to evaluate the feasibility of chondrogenic differentiation. We also compared
the CAPs to conventional single cell-ﬁbrin-PLCL scaffold complexes (SCPs) to evaluate their capacity
for cartilage regeneration in vitro and in vivo.
2. Materials and Methods
2.1. Preparation of the PLCL Scaffolds
PLCL was synthesized and subjected to a gel-pressing method to fabricate sheet-form scaffolds,
as described elsewhere [25]. Brieﬂy, PLCL (50:50) was synthesized at 150 ◦ C for 24 h in the presence
of Stannous Octoate (1 mmol, Sigma, St. Louis, MO, USA) as a catalyst. Dissolved PLCL (5% w/v,
in Chloroform) was mixed homogeneously with approximately 300 μm sized salts to form the PLCL
gels. The residual solvents were removed by placing the samples under vacuum for an additional
24 h. The salts were then leached out by immersing the samples in distilled, deionized water and
subjecting them to constant shaking for 3 days. The resulting scaffolds (disk type, diameter = 9 mm and
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thickness = 3 mm) were freeze-dried for 24 h, and then sterilized with ethylene oxide gas. The porosity
of the scaffolds was measured by a mercury intrusion porosimeter (Auropore IV; MicroMeritics,
Norcross, GA, USA).
2.2. Bone Marrow Stromal Cell Isolation and Culture
Cell isolation was conducted using a modiﬁcation of the method described by Dong et al.
and Cho et al. [25,26]. Brieﬂy, bone marrow cells (BMCs) obtained from the femora and tibiae of
New Zealand White rabbits (250–400 g) were treated with Ficoll–Paque density gradient reagent
(Sigma; St. Louis, MO, USA) for separating the bone marrow mononuclear cells (BMMNCs), and
the isolated cells were cultured with culture medium (Dulbecco’s Modiﬁed Eagle Medium/Nutrient
Mixture Ham-12 (DMEM/F12, Sigma) containing 10% Fetal Bovine Serum (FBS, US biotechnologies,
Logan, UT, USA) and 1% penicillin-streptomycin (P-S, Gibco Life Technologies, Carlsbad, CA, USA)).
The medium was replaced every two or three days to remove any non-adherent cells. Prior to
preparing the cell aggregates, the BMSCs were labeled with the Vybrant® CFDA SE Cell Tracer Kit
(Molecular Probes, Eugene, OR, USA) at a concentration of 1 μM CFDA/mL phosphate-buffered saline
(PBS) (Sigma).
2.3. Preparation of the Cell Aggregates with the Hanging Drop Method
The cultured BMSCs (passage number equal to 2) were collected by trypsin (Gibco BRL, Carlsbad,
CA, USA) treatment and then resuspended in chondrogenic medium (DMEM, 1 mM Sodium Pyruvate
(Sigma), 100 nM Dexamethasone (Sigma), 20 μg/mL Proline (Sigma), 37.5 μg/mL ascorbic acid
2-phosphate (Sigma), 1% P-S, 1% FBS, 1× insulin-transferrin-selenium (ITS+) (BD Bioscience, Allschwil,
Switzerland), and 10 ng/mL TGF-β1 (R&D Systems, Minneapolis, MN, USA); 3–5 × 105 cells/mL).
Drops of 20 μL containing 6000–10,000 BMSCs suspended in culture medium were placed on the inner
side of the lid of 100 mm tissue culture dishes (Corning, Corning, NY, USA). The dishes were then
ﬁlled with PBS to avoid a loss of nutrients through evaporation, and incubated for 7 days in a hanging
drop at 37 ◦ C in a CO2 incubator [27].
2.4. In Vitro and In Vivo Studies of the Cells-Scaffold Complexes with Fibrin Gels and PLCL Scaffolds
Figure 1 shows an overall schematic illustration of the preparation of a cell aggregate by the
hanging drop method and the structure of a CAP. To prepare the CAPs, a suspension of cell aggregates
(about 2 × 106 cells/scaffold) was dispersed in 35 μL of ﬁbrinogen solution (90 mg of ﬁbrinogen,
60 U of factor XIII, and 1000 KIU aprotinin/mL) provided in a ﬁbrin glue kit (Greenplast® ; Yongin,
Korea), and then mixed homogeneously. After the addition of 35 μL of thrombin solution (20 IU/mL
of 0.6% (w/v) calcium chloride solution), the mixture was rapidly incubated in a ﬁbrin-PLCL scaffold
(9 mm diameter; disk type). In addition, a single cell suspension in chondrogenic medium was
inoculated in the same conditions as the cell aggregates for the formation of the SCPs. The complexes
were then allowed to stabilize in the incubator for one hour, after which chondrogenic medium was
added. The complexes were then cultured for 25 days in a humidiﬁed incubator at 37 ◦ C under 5%
CO2 in vitro.
For the in vivo studies, CAPs or SCPs were implanted into mice to investigate the chondrogenic
differentiation of the cell aggregates and the cartilaginous tissue formation in the complexes.
The complexes were prepared with the same method that was used for the in vitro studies, and then
implanted into the subcutaneous dorsum of seven-week-old male athymic mice (SLC, Hamamatsu,
Japan). The implants were harvested for analysis after 4 or 8 weeks.
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Figure 1. An overall schematic illustration of the preparation of a cell aggregate by the hanging
drop method and the structure of a cell aggregate-ﬁbrin-polymer scaffold complex. PLCL, poly
(lactide-co-caprolacton); BMSC, bone marrow stromal cell.

2.5. Evaluation of the Cells-Scaffold Complexes
2.5.1. Scanning Electron Microscopy (SEM) Micrographs
The morphologies of the cell aggregates and the complexes were examined by scanning electron
microscopy (SEM; Hitachi, Tokyo, Japan) at 15 kV. The samples were ﬁxed in 4% (v/v) formaldehyde
for 1 day, dehydrated with a graded ethanol series, and freeze-dried. The samples were coated with
gold using a sputter-coater (Eiko IB3, Tokyo, Japan).
2.5.2. Water Soluble Tetrazolium Salts (WST) Assay
The numbers of cells in the cells-scaffold complexes were determined using a water soluble
tetrazolium salt (WST) assay (Cell counting kit-8, Dojindo, Rockville, MD, USA), and cell proliferation
and viability were assayed colorimetrically [28]. Brieﬂy, 450 μL of culture medium and 50 μL of the kit
solution were added to each sample containing the same amount of cells in 48-well plates (Corning),
and incubated at 37 ◦ C in a 5% CO2 humidiﬁed incubator for 4 h. The resulting solution (100 μL per
well) was transferred to 96-well μL plates (Corning), and analyzed using a microplate reader (VERSA
max, Molecular Devices; San Diego, CA, USA) at 450 nm.
2.5.3. Immunoﬂuorescent and Histological Analysis
To appraise the cellular organization and differentiation of the cell-aggregates in the ﬁbrin-PLCL
scaffolds three-dimensionally, immunoﬂuorescence staining was performed with the cells-scaffold
complexes. The complexes cultured in vitro for 1, 7, or 21 days were washed with PBS, ﬁxed
with paraformaldehyde for 1 day, permeabilized using Target Retrieval Solution (DaKoCytomation,
Santa Clara, CA, USA), washed with PBS/bovine serum albumin (BSA, Sigma), and incubated with
the primary antibody mouse-anti-chicken Collagen type II (Molecular Probes; Eugene, OR, USA) in
1% PBS/BSA overnight at 4 ◦ C. The complexes were washed and labeled with the corresponding
antibody Alexa Fluor® -594 conjugated anti-mouse (Molecular Probes) diluted 1:1000 in 1% BSA/PBS
for 1 h at room temperature. Nuclei were counterstained with 4 ,6-diamidino-2-phenylindole (DAPI,
Molecular Probes), which binds to the double-strained DNA by forming a stable, blue-ﬂuorescent
complex. Finally, the complexes were mounted with Gelmount (M01, Biomeda, Foster City, CA, USA)
and examined with a NiKon EZ-C1 confocal laser scanning microscope (NiKon, Tokyo, Japan) [29].
For histological analysis, the cells-scaffold complexes cultured in vitro or in vivo were ﬁxed and
embedded in parafﬁn. The 5 μm thick sectioned species were stained with hematoxylin and eosin
(H&E). The retrieved constructs were stained with Masson’s trichrome (M-T) for checking the collagen
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composition, and Alcian blue and Safranin O for conﬁrming sulfated GAGs [30]. Additionally, with the
sample slides, Collagen type II secreted by the seeded BMSCs was detected by immunoﬂuorescence
staining. Nuclei were counterstained with DAPI to conﬁrm the presence of chondrocytes in the lacunae
surrounded by the labeled type II collagen. The labeled tissues were examined with ﬂuorescence
microscopy (Eclipse TE2000U, Nikon, Tokyo, Japan).
2.5.4. Real-Time Polymerase Chain Reaction (Real-Time PCR)
To examine the chondrogenic differentiation of the seeded BMSCs or BMSC aggregates in
the complexes, real-time polymerase chain reactions were performed [31]. The complexes were
homogenized in TRIzol reagent (Gibco BRL, Carlsbad, CA, USA), after which the total RNA was
extracted according to the manufacturer’s instructions. Two micrograms of RNA were subsequently
reversed transcribed into cDNA in a 20 μL reaction with the Omniscript® System (Qiagen, Hilden,
Germany). The reverse transcription reaction was done as follows: the samples were held at 37 ◦ C
for 60 min, followed by 95 ◦ C for 5 min in a thermal cycler. The oligonucleotide primers used in
the real-time PCR are listed in Table 1 [32,33]. The real-time PCR was performed with the Applied
BioSystems 7500 Real Time PCR system (Applied Biosystems, Foster City, CA, USA) and the Power
SYBR® Green PCR Master Mix (Applied Biosystems, Foster City, CA, USA). The real-time PCR
reactions were done with a ﬁnal volume of 25 μL using 2 to 2.5 μL of cDNA as the template. The cDNA
was ampliﬁed as follows: 45 cycles of 95 ◦ C for 15 s and 55 ◦ C for 60 s. A melting curve analysis was
then conducted at the end of the cycles to make sure that the reaction produced only a single PCR
product. The results were evaluated with the 7500 System SDS v1.4 software (Applied Biosystems).
Glyceraldehyde-3-phosphate dehydrogenase (GAPDH) primers were used for the normalization of
the samples. In the RNA extraction, RNase-free water (Qiagen Inc., Valencia, CA, USA) was included
to monitor crossover contamination of the PCR, and it was used as a negative control. To ensure the
quality of the data, a negative control was used in each run [32].
Table 1. List of primers used in the real time polymerase chain reaction (PCR) analysis of the in vitro
and in vivo samples.
Primer Name

Forward Sequence

Reverse Sequence

Product Size (bp)

Aggrecan
Proteogly-can
Type II collagen
Type I collagen
GAPDH

TCGAGGACAGCGAGGCC
CACCTACCAGGACAAGGT
CCTGTGCGACGACATAATCTGT
GGGTTTAGACCGTCGTGAGA
GCACCGTCAAGGCTGAGAAC

TCGAGGGTGTAGGCGTGTAGAGA
GCGCAGGCTCTGGATCTC
GCAGTGGCGAGGTCAGTAG
TTGCCAGGAGAACCAGCAAGA
ATGGTGGTGAAGACGCCAGT

94
78
98
170
142

2.5.5. Measurement of the Glycosaminoglycan (GAG) Levels
The glycosaminoglycan (GAG) levels in the complexes were determined using the dimethyl
methylene blue (DMB) assay. The complexes were homogenized and digested with 1 mL of papain
solution containing 125 μg/mL papain (Sigma), 100 mM phosphate buffer (Sigma), 10 mM cysteine
(Sigma), and 10 mM EDTA (Sigma) at 60 ◦ C for 18 h. The GAG concentrations were then estimated by
treating the samples with DMB dye (Sigma) [34] and comparing them against a chondroitin sulfate
standard curve. All of the results are presented as the means and standard deviations (SD) (n = 3).
2.6. Statistical Analysis
All quantitative results were obtained from triplicate samples and all data were expressed as the
means ± standard deviations. MINITABTM (Minitab Inc., Centre County, PA, USA) was used for the
statistical analysis. The samples were analyzed by one-way analysis of variance (ANOVA) followed
by nonparametric LSD (Least Signiﬁcant Differences) tests. A p < 0.05 was considered to indicate
statistical signiﬁcance.

259

Polymers 2017, 9, 348

3. Results and Discussion
3.1. PLCL Scaffold Characteriztion
Synthetic polymers, such as poly (ester-ether) polydioxanone (PDS), poly (ethylene glycol) (PEG),
and poly (lactic-co-glycolic) acid (PLGA) are used as a scaffold to bear the load and to provide the
three-dimensional (3D) matrix, while mesenchymal stem cells (MSCs) differentiate into chondrogenic
lineages. However, PDS has poor solubility in organic solvent. PEG is a non-load-bearing scaffold,
and provides no biological signals to the cells [35]. In cartilage regeneration, delivering mechanical
signals to adherent cells in the body is important, and in order to transfer the improved mechanical
signals more effectively, it is important that the elasticity and mechanical property of scaffold is close
to those of natural cartilage [36]. Lastly, PCL is a common material to fabricate a biodegradable porous
scaffold, because PCL is biocompatible while it has enough strength to bear the load [37,38].
PLCL has a ﬂexible and elastic property which is close to natural cartilage, and it is more efﬁcient
for delivering mechanical signals to adherent cells than PCL scaffold [31]. Biodegradable porous
PLCL scaffolds were fabricated by the gel-pressing method. The scaffolds had 78.3 ± 5.3%, which
was measured by the mercury intrusion porosimeter, and pore size in the range of 300–500 μm.
These scaffolds also had a homogeneously interconnected and open pore structure without a skin
layer, and possess high elastic and ﬂexible properties [36,39]. Moreover, the scaffolds are capable of
offering a suitable environment for cell adhesion, and, in growth, maintaining mechanical integrity
and delivering mechanical signals efﬁciently to adherent cells [40].
3.2. Charaterization of the Cell Aggregates
To facilitate and enhance the chondrogenic differentiation of BMSCs, we made the cell aggregates
with the hanging drop method. It was observed that the BMSCs in the media drops aggregated
over time (indicated by red arrow, Figure 2A). To investigate the morphology of the cell aggregates,
the BMSCs were labeled with CFDA cell tracer, and the labeled cell aggregates were shown in green
by a ﬂorescent microscope (Figure 2B). The cell aggregates were also analyzed by SEM, and it revealed
that they formed spherical, dense cell clusters with a size of 182 ± 50 μm in diameter (Figure 2C–E).

Figure 2. Images of the cell aggregates formed by the hanging drop method after 7 days. (A) An optical
inverted microscope photograph of the cell aggregates; (B) A ﬂuorescent microscope photograph of
the cell aggregates in which the cells were labeled with CFDA cell tracer; (C–E) SEM images of a
cell aggregate.
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To conﬁrm the morphology of the cell aggregates in the CAPs, we observed the surface with SEM
and a ﬂorescent microscope. The images show that the cell aggregates were tightly adhered onto the
ﬁbrin-PLCL scaffolds, maintaining their morphologies (Figure 3).

Figure 3. Images of a cell aggregate-ﬁbrin-polymer scaffold complex (A,B) SEM images of a cell
aggregate-ﬁbrin-polymer scaffold complex; (C) a confocal microscope image of a cell aggregate-ﬁbrinpolymer scaffold complex at 2 days after seeding (Green: CFDA labeled cells; Blue: DAPI labeled
nucleic acid).

3.3. Evaluation of Cells-Scaffold Complexes: In vitro and In vivo Experiments
In previous research, we developed a ﬁbrin-PLCL complex construct seeded with BMSCs [41].
Dense collagen ﬁbrils oriented with a relatively high density of ellipsoid-shaped ﬂattened chondrocytes,
which means that a high density of BMSCs is more effective than a low density of cells [35]. To evaluate
the effect of cell aggregation on the chondrogenic differentiation of bone marrow stromal cells in vitro,
the cell aggregates or single cells of BMSCs were seeded onto each ﬁbrin-PLCL scaffold and cultured
for 25 days. A cell adhesion, viability, and proliferation assay was done with the WST assay. Figure 4A
shows the cell growth on each ﬁbrin-PLCL scaffold over a 25-day period. The growth data show a
signiﬁcant difference in the cell proliferation rate between the CAPs and SCPs. DMB assays were also
performed to determine the GAG content, which is one of the markers for chondrocyte differentiation
and cartilaginous tissue formation. Figure 4B shows a plot of the GAG content, and the data exhibited
a similar pattern to that of the cell proliferation. Both the cell growth rate and the GAG content of the
CAPs were higher than those of the SCPs, and tended to increase over time.
Furthermore, the cells-scaffold complexes were cultured for 21 days in vitro and stained with
hematoxylin and eosin (H&E) and alcian blue for histological analysis. The images of the analysis’
result are presented in Figure 5. After 21 days of culturing, there were little or no lacunae in the
SCPs (Figure 5A), while the cell aggregates in the CAPs formed mature and well-developed cartilage
tissue, as evident by the chondrocytes within the lacunae (Figure 5C). An amount of sulfated GAG
deposition was observed in the CAPs with a strong blue color for the alcian blue staining, and mature
chondrocytes within the lacunae were also observed (Figure 5D). In contrast, less sGAG content from
the SCPs was stained (Figure 5B). These results show that the CAPs are more effective in forming
mature and well-developed cartilaginous tissues in vitro.
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Figure 4. Quantitative analysis of cell growth (A) and glycosaminoglycan (GAG) levels (B) associated
with cell aggregate-ﬁbrin-polymer scaffold complexes and cell-ﬁbrin-PLCL scaffold complexes cultured
in vitro. The error bars show the standard deviations. (Cell-scaffold complex, complex seeded with
single cells of BMSCs; Cell aggregate-scaffold complex, complex seeded with cell aggregates of BMSCs).

Figure 5. Histological studies of cells-scaffold constructs cultured for 21 days in vitro. The sections
were stained with hematoxylin and eosin (H&E) (A,C), or Alcian Blue (B,D). The images show the
cell-ﬁbrin-PLCL scaffold complexes (A,B) and cell aggregate-ﬁbrin-PLCL scaffold complexes (C,D).
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BMSCs within the whole cells-scaffold constructs were labeled with CFDA cell tracer (Green)
and cultured for 7 days or 21 days in vitro, and then the cellular organization and differentiation were
examined. Immunoﬂuorescence staining with rabbit-collagen type II (Red) and DAPI (blue) shows a
clear distinction between the CAPs and SCPs. Chondrogenically differentiated BMSCs in the lacunae
that are surrounded by labeled type II collagen are seen in Figure 6. The differentiation of BMSCs in the
cell aggregate was already ongoing on Day 7; thus, red ﬂuorescence for collagen type II secreted by the
differentiated chondrocytes was observed (Figure 6C), whereas the ﬂuorescence was hardly observed
in the SCPs (Figure 6A). Over time, as the BMSCs differentiated, the deposition of the labeled collagen
type II increased and was more clearly observed in the newly formed tissues of the CAPs (Figure 6D)
than in the SCPs (Figure 6B) on Day 21. Although DAPI staining showed homogeneously distributed
nuclei of the cells in the SCPs and CAPs, some of the cell aggregates in the CAPs maintained their
spherical morphologies after 21 days (Figure 6D).

Figure 6. Immunoﬂuorescence studies with a confocal microscope of the cells-scaffold constructs
cultured for 7 days (A,C) or 21 days (B,D) in vitro. The complexes were stained for rabbit-collagen
type II (Red). The cells were previously labeled with CFDA cell tracer (Green), and all samples were
stained with DAPI to identify the DNA strands of the nuclei. CAP, cell aggregate-ﬁbrin-PLCL scaffold
complex; SCP, single cell-ﬁbrin-PLCL scaffold complex.

To investigate the differentiation of the seeded BMSCs, the expression of mRNA for proteoglycan,
aggrecan, type II collagen, and type I collagen was assessed by real-time PCR (Figure 7). It revealed
that the expression of various mRNAs tended to increase over time in both of the cells-scaffold
complex groups; however, the CAPs had a much higher expression of proteoglycan, aggrecan, and
type II collagen mRNAs that that of the other group. Moreover, the ratio of type II collagen to type I
collagen expression, which is an important indicator of chondrogenic differentiation, was found to
be signiﬁcantly greater in the complexes that were seeded with cell aggregates than in those seeded
with single cells. These results showed that seeding the cell aggregates into the ﬁbrin-PLCL scaffold
promoted the upregulation of chondrogenesis marker genes and chondrogenic differentiation in vitro.
Subsequently, the CAPs and SCPs were implanted subcutaneously into nude mice for 4 or
8 weeks in vivo for preliminary observation to determine which construct has a greater capacity for
chondrogenic differentiation and cartilaginous tissue formation [42]. The results of the assay for 4
and 8 weeks are presented in Figure 8. Both the SCPs and CAPs showed increased GAG contents
over time; however, the GAG contents of the CAPs increased from 120.90 ± 12.84 μg/mg scaffold at
4 weeks to 146.86 ± 31.12 μg/mg scaffold at 8 weeks, while those of the SCPs only increased from
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75.30 ± 15.84 μg/mg scaffold at 4 weeks to 87.80 ± 9.20 μg/mg scaffold at 8 weeks. These results
show that the GAG contents of the CAPs were much higher than those of the other complexes that
were seeded with single cells. These trends were consistent with those obtained from the histological
studies in terms of the accumulation of the cartilaginous extracellular matrix.

Figure 7. Relative mRNA expression of proteoglycan, aggrecan, type II collagen, type I collagen, and
type II collagen to type I collagen (Coll2/Coll1) of the cell-ﬁbrin-PLCL scaffold complexes and cell
aggregate-ﬁbrin-PLCL scaffold complexes cultured in vitro for up to 25 days. Error bars denote the
standard deviation.

Figure 8. GAG levels within the cells-scaffold complexes explanted from nude mice at 4 and 8 weeks.
(* = p < 0.05). Error bars denote the standard deviation.
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A histological evaluation of the implants was carried out at the end of 4 and 8 weeks for the
in vivo culture, and the images of each specimen stained with H&E, M-T, Safranin-O and Alcian blue
are shown in Figure 9. H&E staining showed that cell aggregates in the CAPs formed mature and
well-developed cartilaginous tissues close to native cartilage, evident by the chondrocytes within
the lacunae. With Masson’s trichrome, Safranin-O, and Alcian blue stain, a substantial amount of
collagen and homogeneously distributed sulfated GAGs, which were present in the extracellular
matrices produced by the differentiated BMSCs in the newly-formed tissues, were observed in the
CAPs. Additionally, although no signiﬁcant difference in the deposition of collagen was present
between those two groups at 4 weeks, lacunae were partially observed in the CAPs. Additionally,
the presence of more lacunae and more accumulation of sGAGs were observed in the CAPs, with
strong positive staining for M-T, Safranin-O, and Alcian blue at 8 weeks. The staining and lacunae
were distributed homogeneously throughout the entire tissues, and the cells within the tissues also
exhibited a cartilage-like morphology. In contrast, in the case of the SCPs, there was no signiﬁcant
change in the sGAG contents over time, and lacunae were never or rarely detected at 4 and 8 weeks.
The results of the tissue histology show that the cell aggregate promoted the BMSCs to differentiate
into chondrocytes, secrete the cartilaginous extracellular matrix, and form mature cartilage tissue.

Figure 9. Histological studies of the implants at 4 (A–H) and 8 (I–P) weeks. The sections were stained
with H&E (A,E,I,M), Masson’s Trichrome (B,F,J,N), Safranin O (C,G,K,O), or Alcian Blue (D,H,L,P).
The images show the cell-ﬁbrin-PLCL scaffold complexes (A–D,I–L) and the cell aggregate-ﬁbrin-PLCL
scaffold complexes (E–H,M–P).
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To further investigate the properties of the CAPs cultured for 8 weeks in vivo,
immunoﬂuorescence staining was conducted with Rabbit collagen type II (Red) and DAPI (blue)
as a counterstain (Figure 10). Immunohistochemistry showed that the chondrogenically differentiated
BMSCs within the lacunae were surrounded by labeled type II collagen (Red), and the collagen type
II, an extracellular matrix material produced by differentiated chondrocytes, was clearly observed in
the newly-formed tissues of the CAPs. Moreover, the magniﬁed images show that the cell aggregates
seeded onto the ﬁbrin-PLCL scaffold were maintaining an aggregate shape (Figure 10A,B), and even
single cells, which had migrated from the cell aggregate during differentiation, were also maintaining
the chondrogenic phenotype (Figure 10C).

Figure 10. Immunoﬂuorescence studies of the implants of cell aggregate-ﬁbrin-PLCL scaffold
complexes at 8 weeks. The sections were stained for rabbit-collagen type II (Red) and stained with
DAPI to identify the DNA strands of the nuclei. Then, the images were merged to examine the
chondrogenically differentiated BMSCs in the lacunae surrounded by the labeled type II collagen.

To analyze the mRNA expression of proteoglycan, aggrecan, type II collagen, and type I collagen
in the specimens retrieved after 4 and 8 weeks, real-time PCR was performed (Figure 11). The mRNA
expression of proteoglycan, aggrecan, and type II collagen within the cells-scaffold complexes increased
over time. However, a signiﬁcant expression of cartilage-speciﬁc markers for the CAPs was observed
over time compared to that of the SCPs.
Conversely, the expression of type I collagen gene in the CAPs decreased over time. In contrast, the
expression of the type I collagen gene was increased in the SCPs. Besides, the ratio of type II collagen to
type I collagen expression, which is an important indicator of chondrogenic differentiation, was found
to be signiﬁcantly greater in the complexes that were seeded with cell aggregates than in those seeded
with single cells. These results show that cartilage-speciﬁc genes are expressed much more highly in
the CAPs when compared to the SCPs. In other words, seeding cell aggregates onto the ﬁbrin-PLCL
scaffold facilitated the upregulation of chondrogenesis marker genes, the secretion of chondral
extracellular matrix, and chondrogenic differentiation in vivo. The results of the in vivo experiments
conﬁrmed that the cell aggregates promoted themselves to secrete cartilaginous extracellular matrix,
and to form mature cartilage tissue compared with that of the single cells. Moreover, the results
show the effect of cell aggregates, which affect phenotype maintenance, tissue development, and
chondrogenic differentiation.
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Figure 11. Relative mRNA expression of proteoglycan, aggrecan, type II collagen, type I collagen,
and type II collagen to type I collagen for the cell-ﬁbrin-PLCL scaffold complexes and cell aggregateﬁbrin-PLCL scaffold complexes explanted at 4 and 8 weeks (* = p <0.05). Error bars denote the
standard deviation.

4. Conclusions
In cartilage regeneration using stem cells, it is important to induce and maintain the differentiation
of stem cells to cartilage lineages. Cell aggregates or speroids which are pre-directioned for
chondrogenic differentiation enhance cartilaginous tissue formation. In this study, we prepared
cell aggregates using the hanging drop method and evaluated the effect of the cell aggregates in
hybrid scaffolds of ﬁbrin gels and PLCL scaffolds for the chondrogenic differentiation of BMSCs,
the production of GAGs, and the formation of cartilaginous tissue. From the in vitro and in vivo studies,
signiﬁcantly increased amounts of GAG contents and chondral extracellular matrix, and increased gene
expression, were observed in the CAP, in which mature and well-developed cartilaginous tissues were
formed. Overall, these results show that cell aggregates in hybrid scaffolds can promote themselves to
differentiate into chondrocytes, can maintain their phenotypes, can enhance GAG production, and can
form quality cartilaginous tissue, thereby inducing the effective regeneration of cartilage tissue close to
natural cartilage in vitro and in vivo.
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Abstract: The surface coating of solid substrates using dextrans has gained a great deal of attention,
because dextran-coated surfaces show excellent anti-fouling property as well as biocompatibility
behavior. Much effort has been made to develop efﬁcient methods for grafting dextrans on solid
surfaces. This led to the development of catechol-conjugated dextrans (Dex-C) which can adhere
to a number of solid surfaces, inspired by the underwater adhesion behavior of marine mussels.
The present study is a systematic investigation of the characteristics of surface coatings developed
with Dex-C. Various Dex-C with different catechol contents were synthesized and used as a surface
coating material. The effect of catechol content on surface coating and antiplatelet performance
was investigated.
Keywords: dextran; catechol conjugation; surface coating; antiplatelet

1. Introduction
Dextran (Dex) is a polysaccharide consisting of glucose molecules, and has been of importance
due to its use in medical applications as an antiplatelet and blood volume expander [1]. Particularly,
the antiplatelet properties of Dex have been used in combination with several surface coating
techniques with the aim of preparing blood-compatible medical devices [2–11]. Previous studies
have revealed that Dex-coated surfaces could effectively limit cell adhesion as well as protein
adsorption [4,5,7,8]. For example, Massia et al. reported the covalent immobilization of Dex on
a glass surface [5]. In the study, amino groups were ﬁrstly introduced on the glass surface by
using 3-aminopropryltriethoxysilane, an organosilane coupling agent. Activated Dex, which is
oxidized by sodium periodate, was then immobilized on the glass surface via reductive amination
between amino groups of the glass surface and aldehyde groups of the activated Dex. Fibroblast cell
adhesion and spreading was effectively inhibited on the Dex-immobilized glass surfaces, as opposed
to untreated surfaces.
Although the covalent methods of Dex grafting on solid surfaces have been successfully employed,
those methods have drawbacks, in that complicated steps and harsh reaction conditions are required.
Therefore, the development of advanced grafting methods is needed. Recently, a mussel-inspired
approach in which Dex can be easily grafted on solid substrates was investigated [9–11]. Given
that the catechol is known to play an important role in the strong underwater adhesion of marine
mussels, catechol-conjugated polymers were developed for use as functional coatings of diverse
substrates [12–14]. In the case of Dex, Park et al. synthesized catechol-conjugated Dex (Dex-C) and
applied it onto titanium (Ti) surfaces; Dex-C with a catechol grafting density of ~7% was prepared
by a carbamate-bond forming reaction, and employed as in surface coating of Ti in anti-fouling
applications [9,10]. Dex-C-coated Ti surfaces exhibited excellent resistance against protein and cell
adhesions. Despite the aforementioned surface coating ability and anti-fouling properties of Dex-C,
Polymers 2017, 9, 376
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there are areas of fundamental research that have not yet been fully investigated, such as the effect
of catechol content in Dex-C on surface coating and anti-fouling properties. In this respect, herein,
Dex-C with various catechol contents were synthesized for coating Ti surfaces. The surface coating
efﬁciency as a function of catechol content was investigated by spectroscopic ellipsometry, contact angle
goniometry, and X-ray photoelectron spectroscopy (XPS). The anti-fouling properties of Dex-C-coated
surfaces were evaluated by measuring the platelet density attached to surfaces.
2. Experimental Section
2.1. Materials
Dextran (Dex, 6 k MW, from Leuconostoc spp., Sigma-Aldrich, St. Louis, MO, USA ),
dopamine hydrochloride (98%, Sigma-Aldrich), Trizma base (99%, Sigma), Trizma·HCl (99%, Sigma),
1,1 -carbonyldiimidazole (CDI, Sigma-Aldrich), hydrochloric acid (HCl, 35~37%, Duksan, Ansan,
Korea), absolute ethanol (Merck, Kenilworth, NJ, USA), dimethyl sulfoxide (DMSO, 99%, TCI, Tokyo,
Japan), and acetone (99%, Daejung Chemicals & Metal, Shiheung, Korea) were used as received.
A concentrated platelet solution (1.04 × 106 cells/mL) was obtained from Red Cross blood center
(Chungbuk, Korea), and the platelets were used as received. The use of human platelets for this study
was approved by the institutional review board (IRB) of Chungbuk National University.
2.2. Synthesis of Catechol-Conjugated Dextrans (Dex-C)
Dex-C was synthesized according to the previous report [9]. Dex (162.1 mg) was dissolved in
5 mL of DMSO at room temperature. CDI (324.3 mg) in 2 mL of DMSO was added to the Dex solution,
and the resulting solution was stirred at room temperature for 30 min. Dopamine hydrochloride
(189.6 mg) which was dissolved in 1 mL of DMSO was then added to the CDI-activated Dex solution.
The conjugation reaction between CDI-activated Dex and dopamine hydrochloride was carried out
at room temperature. After overnight reaction, 30 mL of deionized (DI) water was added to the
solution. Subsequently, precipitates formed in the solution were removed, and the water-soluble part
was transferred to a dialysis membrane (MWCO = 3500) and dialyzed for 24 h to remove unreacted
coupling reagents. Acidiﬁed water obtained by adding 1 mL of 5 M HCl to 1 L of DI water was used
for a dialysis procedure. This process was repeated with different molar ratios of reactants (monomer
unit of Dex:dopamine:CDI = 9:1:1.5, 9:1:6, 1:1:1, and 1:1:2). The ﬁnal products were freeze-dried and
stored in a refrigerator before use.
2.3. Dex-C Coating on Solid Substrates
Ti/TiO2 substrates were prepared by thermal evaporation of 100 nm of Ti onto silicon wafers.
Ti/TiO2 substrates (1 cm × 1 cm) were cleaned with acetone or ethanol by sonication prior to use.
Dex-C coating was carried out by immersing substrates in a buffered solution (5 mg of Dex-C per 1 mL
of 50 mM Tris, pH 8.5) at room temperature for 24 h. The coated substrates were rinsed with DI water
and blow-dried under a steam of nitrogen gas.
2.4. Platelet Adhesion
Uncoated and Dex-C-coated Ti/TiO2 substrates were incubated in 0.5 mL of platelet media
(1.04 × 106 cells/mL) for 24 h. After incubation at room temperature [15], substrates were rinsed by
phosphate-buffered saline (PBS, Sigma, St. Louis, MO, USA) solution (pH 7.4) and immersed into a
glutaraldehyde solution (2.5%) for 24 h. After that, substrates were dehydrated by immersing into a
series of ethanol solutions (25%, 50%, 75%, 95%, and 100%). The attached platelets were characterized
by ﬁeld emission SEM (FE-SEM).
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2.5. Characterizations
XPS was carried out using a PHI Quantera II (ULVAC-PHI, Inc., Chigasaki, Japan) with an Al
Kα X-ray source and ultrahigh vacuum (~10−10 mbar). The thickness of the organic layers on solid
substrates was measured using a spectroscopic ellipsometer (Elli-SE, Ellipso Technology, Suwon,
Korea). Static water contact angle measurements were carried out using a Phoenix-300 TOUCH
goniometer (Surface Electro Optics Co., Ltd., Suwon, Korea). UV–Vis spectra of products (0.25 mg/mL)
were obtained using a UV–Vis spectrophotometer (Libra S70, Biochrom, UK). Fourier transform
infrared (FT-IR) spectra were acquired using an ALPHA FT-IR spectrometer (Bruker, Germany).
FE-SEM imaging was performed by an Ultra Plus microscope (Zeiss, Germany) with an accelerating
voltage of 3 kV, after sputter-coating with platinum.
3. Results and Discussion
Dex-C was synthesized via the carbamate bond forming reaction (Figure 1a) [9]. The hydroxyl
groups of Dex were activated by using carbonyldiimidazole (CDI) and reacted with dopamine, which
is a catecholamine. In order to synthesize Dex-C with various catechol contents, the molar ratio
of reactants was varied accordingly (see the Experimental section). The conjugation of Dex with
dopamine was analyzed by UV–Vis and FT-IR spectroscopy. Speciﬁcally, UV–Vis spectra of products
revealed that dopamine was successfully conjugated to Dex, as evidenced by the presence of a peak
at 280 nm, corresponding to the catechol of dopamine (Figure 1b) [9]. The absorbance at 280 nm
was also used to quantify the extent of catechol conjugation with the hydroxyl groups of Dex. The
calibration curve was generated using known concentrations of ﬁve dopamine solutions (Figure S1,
Supplementary Material). The catechol content in resulting polymers was calculated by comparing
with a calibration curve, and the grafting densities of catechol to glucose (the repeating unit of Dex)
were found to be 1.6, 3.4, 9.0, and 16.8 mol %. The ﬁnal polymers were denoted as Dex-C1.6 , Dex-C3.4 ,
Dex-C9.0 , and Dex-C16.8 . The synthesis of Dex-C was further analyzed by FT-IR spectroscopy. Unlike
the Dex, Dex-C showed new peaks including C=O stretching (1806 and 1740 cm−1 ) and N–H bending
(1510 cm−1 ) (Figure 1c). With an increase in catechol content in Dex-C, an increase in intensities of
these characteristic peaks was also observed. Overall, these results indicated that Dex-C with various
catechol contents were successfully prepared by a simple chemical reaction.
Synthesized Dex-C were subsequently used for the surface coating of solid substrates. Ti/TiO2
was chosen as a model substrate, because Ti-based substrates are widely used in biomedical devices
where the control of unnecessary biofouling is crucial [16]. Moreover, it is practically advantageous
to use Ti/TiO2 , since it is compatible with conventional surface characterization techniques. After a
24-h immersion of Ti/TiO2 substrates into four types of Dex-C solutions, surfaces were characterized
by XPS, spectroscopic ellipsometry, and contact angle goniometry. According to the XPS analysis, all
Ti/TiO2 surfaces coated by Dex-C (regardless of grafting density) showed C 1s, N 1s, O 1s, and Ti 2p
peaks, of which C 1s, N 1s, and O 1s peaks originated from Dex-C (Figure 2). Quantitative analysis
of the surface chemical composition of surfaces was also performed in order to assess the effect of
catechol content on surface coating efﬁciency. It was anticipated that highly more efﬁcient surface
coatings would be attained when using the Dex-C with higher catechol content. This is associated with
the positive effect of catechols on the performance of surface coatings [17].
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Figure 1. (a) Synthesis of catechol-conjugated dextran (Dex-C); (b) UV–Vis; and (c) Fourier transform
infrared (FT-IR) spectra of Dex, Dex-C1.6 , Dex-C3.4 , Dex-C9.0 , and Dex-C16.8 .

Figure 2. X-ray photoelectron spectra of uncoated, Dex-C1.6 , Dex-C3.4 , Dex-C9.0 , and Dex-C16.8 -coated
Ti/TiO2 surfaces.
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As shown in Table 1, increased intensity of the C 1s and N 1s peaks was observed in the case
of Dex-C. Decreased intensity of Ti 2p peaks was observed with increasing catechol content in the
Dex-C being used in surface coating. Especially given that the intensity of peaks of the underlying
substrate is sensitive to the amount of upper layers (i.e. Dex-C layer), the sequential decrease of Ti
2p peaks was direct evidence of enhanced coating efﬁciency when the catechol content in Dex-C was
increased. The analysis of the areal ratio between O 1s and Ti 2p also gave us useful information
to investigate the coating efﬁciency by Dex-C. The ratio (O 1s/Ti 2p) of uncoated Ti/TiO2 surfaces
was 2.34, and increased to 3.43, 4.67, 5.43, and 19.2 after Dex-C1.6 , Dex-C3.4 , Dex-C9.0 , and Dex-C16.8
coatings, respectively. This implies that the contribution of Ti/TiO2 surface for O 1s peak decreases by
Dex-C coating, in which the coating efﬁciency is enhanced as the catechol content in Dex-C increases.
Spectroscopic ellipsometry results also suggested that the surface coating efﬁciency is increased by
increasing the catechol content; 0.9, 1.6, 3.8, and 5.3 nm-thick Dex-C layers were deposited on Ti/TiO2
surfaces by Dex-C1.6 , Dex-C3.4 , Dex-C9.0 , and Dex-C16.8 coatings, respectively (Table 1, Figure S2,
Supplementary Material). The stability of the Dex-C coating on solid substrates is critical for practical
applications. The mechanical stability of the Dex-C coating was examined by measuring the thickness
change upon strong ultrasonication (40 kHz, 75 W). Dex-C16.8 -coated surfaces were used in this study,
and the coating layer remained stable even after ultrasonication for 30 min, indicating the robustness
of the Dex-C coating (Figure S3, Supplementary Material).
Table 1. Atomic composition (%) of uncoated, Dex-C1.6 , Dex-C3.4 , Dex-C9.0 , and Dex-C16.8 -coated
Ti/TiO2 surfaces. Thicknesses of Dex-C layers on Ti/TiO2 surfaces after Dex-C1.6 , Dex-C3.4 , Dex-C9.0 ,
and Dex-C16.8 coatings.

Uncoated
Dex-C1.6
Dex-C3.4
Dex-C9.0
Dex-C16.8

C 1s

N 1s

O 1s

Ti 2p

O 1s/Ti 2p

Thickness (nm)

28.6
31.4
40.0
41.8
57.5

1.2
2.6
2.1
2.3
4.0

49.2
51.1
47.7
47.2
36.6

21.0
14.9
10.2
8.7
1.9

2.34
3.43
4.67
5.43
19.2

0.9
1.6
3.8
5.3

Prior to the use of Dex-C-coated Ti/TiO2 surfaces in potential anti-fouling applications, changes in
surface wettability were assessed, as this is highly related to the overall anti-fouling performance [18].
Changes in water contact angle of surfaces were comparable with results obtained by XPS and
ellipsometry. The Dex-C-coated Ti/TiO2 surfaces became more hydrophilic than uncoated Ti/TiO2 ;
Dex-C16.8 -coated surfaces exhibited the highest hydrophilicity (Figure 3). This suggests that the
increase in coating thickness by Dex-C16.8 provided complete coverage of Ti/TiO2 surfaces, resulting
in enhanced wettability. After conﬁrming that surface wettability of Ti/TiO2 substrates can be tailored
by using different Dex-C in surface coatings, anti-fouling assays were conducted.

Figure 3. Water contact angle images of uncoated, Dex-C1.6 , Dex-C3.4 , Dex-C9.0 , and Dex-C16.8 -coated
Ti/TiO2 surfaces.

Platelets were used as a model foulant, given their adverse effects on the use of blood-contacting
medical implants. Given that dextran can inhibit cell adhesion on surfaces, and the fact that the
antifouling performance is strongly related with surface hydrophilicity, the Dex-C16.8 coating was
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expected to show superior antiplatelet properties. Platelets were seeded onto each sample and
incubated for 24 h. Fouling behavior of platelets on surfaces was investigated by scanning electron
microscopy (SEM). As shown in Figure 4, fouling behavior of platelets on Dex-C-coated surfaces
signiﬁcantly varied depending on the catechol content in Dex-C. The attached platelet density was
calculated to be 1446, 997, 650, and 45 cells/image on the Dex-C1.6 -, Dex-C3.4 -, Dex-C9.0 -, and
Dex-C16.8 -coated Ti/TiO2 surfaces, respectively, whereas 1399 cells were attached to the uncoated
Ti/TiO2 surfaces. Morphological changes (spreading and pseudopodia emission) that indicate the
activation of the platelets were also observed in the SEM analysis (Figure S4, Supplementary Material).
Overall, Dex-C coatings conferred anti-fouling properties to the surfaces, with the only exception being
Dex-C1.6 . The platelet adhesion was reduced by 28.7%, 53.5%, and 96.8% after surface coating with
Dex-C3.4 , Dex-C9.0 , and Dex-C16.8 , respectively. The results suggest that both coating thickness and
anti-fouling performance can be enhanced by increasing the catechol content in Dex-C. Analyzing with
the results from other groups, the antiplatelet performance of the Dex-C16.8 coating was comparable
to that achieved with PEG coatings, but was weaker than that achieved with zwitterionic polymer
coatings; it was reported that sulfobetaine and carboxybetaine polymer coatings reduce platelet
adhesion by ~98%, whereas PEG coatings reduce the adhesion by ~95% [19,20]. Although the
interaction between Dex-C and platelet is not fully understood, the anti-fouling property can be
attributed to the formation of hydration layers interrupting direct contact of platelets with the
surfaces [18]. Given that catechols play an important role in immobilizing polymers on surfaces
as well as in intermolecular crosslinking of polymers [21,22], increase of catechol content in Dex-C can
enable thicker Dex-C coating and the application of denser hydration layers on surfaces. Therefore,
the Dex-C16.8 coating exhibited the highest anti-fouling performance.

Figure 4. (a) SEM images and (b) quantiﬁcation of platelets attached to uncoated, Dex-C1.6 , Dex-C3.4 ,
Dex-C9.0 , and Dex-C16.8 -coated Ti/TiO2 surfaces. All scale bars are 10 μm. Each point indicates the
mean from 15 counts from three replicate samples, and the error bars display 95% conﬁdence limits.
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4. Conclusions
In summary, catechol-conjugated dextrans (Dex-C) with different catechol content were
synthesized in order to investigate the effect of catechol content on surface coating efﬁciency. Surface
coating was carried out by immersing solid substrates into solutions of Dex-C with different grafting
densities (1.6, 3.4, 9.0, and 16.8 mol %). After careful assessment of Dex-C-coated surfaces, the platelet
adhesion behavior on surfaces was investigated. Increasing the catechol content in Dex-C resulted in
enhanced surface coating and antiplatelet properties. In this study, the optimum grafting density of
catechol to glucose was 16.8 mol %. It is hence concluded that optimization of the chemical composition
of Dex-C is an area of research that merits attention, given that precise control of surface coatings can
be achieved.
Supplementary Materials: Supplementary Materials are available online at www.mdpi.com/2073-4360/9/8/
376/s1, Figure S1: The calibration curve of dopamine, Figure S2: Spectroscopic ellipsometry data of organic layers
on Ti/TiO2 surfaces after Dex-C1.6 , Dex-C3.4 , Dex-C9.0 , and Dex-C16.8 coatings (solid line: model, dotted line:
experimental data), Figure S3: Thicknesses of remaining Dex-C16.8 on Ti/TiO2 surfaces after sonication for 5, 10,
and 30 min. The thickness of Dex-C16.8 on Ti/TiO2 surfaces before sonication was taken as 1. Error bars represent
the standard deviation, Figure S4: Magniﬁed SEM images of platelets attached to uncoated, Dex-C1.6 , Dex-C3.4 ,
Dex-C9.0 , and Dex-C16.8 -coated Ti/TiO2 surfaces. All scale bars are 2 μm.
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Abstract: Alginate and cellulose nanoﬁbrils (CNF) are attractive materials for tissue engineering
and regenerative medicine. CNF gels are generally weaker and more brittle than alginate gels,
while alginate gels are elastic and have high rupture strength. Alginate properties depend on their
guluronan and mannuronan content and their sequence pattern and molecular weight. Likewise,
CNF exists in various qualities with properties depending on, e.g., morphology and charge density.
In this study combinations of three types of alginate with different composition and two types of CNF
with different charge and degree of ﬁbrillation have been studied. Assessments of the composite gels
revealed that attractive properties like high rupture strength, high compressibility, high gel rigidity
at small deformations (Young’s modulus), and low syneresis was obtained compared to the pure
gels. The effects varied with relative amounts of CNF and alginate, alginate type, and CNF quality.
The largest effects were obtained by combining oxidized CNF with the alginates. Hence, by combining
the two biopolymers in composite gels, it is possible to tune the rupture strength, Young’s modulus,
syneresis, as well as stability in physiological saline solution, which are all important properties for
the use as scaffolds in tissue engineering.
Keywords: alginate; TEMPO; cellulose nanoﬁbrils; nanocellulose; composite; hydrogels;
mechanical properties

1. Introduction
Recently, composite materials of alginate and cellulose nanoﬁbrils (CNF) have shown promising
results for bioprinting and tissue engineering applications [1–3]. In particular, the shear thinning
properties of CNF combined with the viscous alginate that form hydrogels with divalent cations at
physiological conditions, are attractive for bioprinting [1].
Alginates are linear copolymers of 1 → 4 linked β-D-mannuronic acid (M) and α-L-guluronic
acid (G). The monomers are arranged in a block-wise pattern along the chain with homopolymeric
regions of M and G termed M- and G-blocks, respectively, interspaced with regions of alternating
structure (MG-blocks) [4]. Alginate forms hydrogels by crosslinking with divalent cations where,
particularly, the G-blocks, but also the MG-blocks, are important for the mechanical properties of
the resulting gel [5,6]. Alginate hydrogels can be produced under physiological conditions [7,8].
This, together with a low immunogenic proﬁle [9], makes them popular materials for biomedical
Polymers 2017, 9, 378

279

www.mdpi.com/journal/polymers

Polymers 2017, 9, 378

applications and, in particular, in tissue engineering [10]. Cellulose provides structural support in
plant cell walls and can be processed as ﬁbres or nanoscaled ﬁbrils of cellulose, known as cellulose
nanoﬁbrils (CNF). Several procedures for preparation of CNF from cellulose pulp exist, among them
2,2,6,6-tetramethylpiperidine-1-oxyl radical (TEMPO)-mediated oxidation using sodium hypochlorite
as oxidant [11]. By this, aldehyde and carboxyl groups are introduced on the surfaces of the cellulose
ﬁbrils and increase the negative charge of the ﬁbrils. Aqueous dispersions of CNF have gel like
character at low concentrations (approx. 0.5%) held together by ﬁbril entanglement and hydrogen
bonds. CNF hydrogels can be produced with cations, both monovalent and with higher valency [12],
where gels with higher valency ions form stronger gels [12,13].
Due to their availability, renewability, biocompatibility, and low toxicity, both alginate and
cellulose are attractive materials for a range of applications such as ﬁlms, gels, and as viscosiﬁers.
Although being suggested for tissue engineering applications, not much is known about the mechanical
properties of composite gels of alginate and CNF. Composite gels of alginate and either oxidized
CNC (cellulose nanocrystals) or CNF have shown increased compression strength, suggested to
be the result of Ca2+ mediated crosslinking of the two components [14]. TEMPO-oxidized BNC
(bacterial nanocellulose) have been used to improve the mechanical and chemical stability of an
alginate hydrogel, and the composite gel was used for encapsulation of ﬁbroblasts. The nanoﬁbrous
structure of the BNC was suggested to mimic the ﬁbre structures of collagen and ﬁbronectin found in
the extracellular matrix [15–17], and ﬁbroblast viability and proliferation was found to be higher in
comparison to pure alginate gels [18]. For chondrocytes, the combination of sulfated alginate with
nanocellulose were promising regarding cell viability and phenotype [2]. It has previously been shown
that Young’s modulus of the matrix is important for the development of stem cells into differentiated
cell types/tissues [19]. Hence, the structure, chemistry, as well as the mechanical properties are of
importance in tissue engineering applications. Although composite gels of CNF and alginate have
been demonstrated in the literature, a systematic study of mechanical properties on combinations of
different types of alginate and CNF has not yet been reported.
We hypothesize that by combining alginate and CNF, the advantageous properties of the
individual constituents, i.e., the stiffness of CNF and the compressibility of alginate, could be preserved
in the composite gel making it possible to tailor the mechanical properties.
2. Materials and Methods
2.1. Materials
Alginates: Alginates extracted from Durvillea potatorum and Laminaria hyperborea stipe were
obtained from FMC Health and Nutrition (Sandvika, Norway), and Macrocystis pyrifera alginate were
purchased from Sigma-Aldrich (St. Louis, MO, USA). Molecular weight and NMR parameters are
given Table 1. For a detailed study on alginate ﬁne structure see [20].
Table 1. Mw and sequence parameters in alginates used in this study [20] 1 .
Alginate

M w (kDa)

PI

FG

FM

FGG

FGM

FMM

FMGM

FGGG

NG>1

D. potatorum
M. pyrifera
L. hyperborea

163
177
200

1.76
1.94
2.23

0.32
0.41
0.67

0.68
0.59
0.33

0.20
0.21
0.56

0.12
0.20
0.11

0.56
0.40
0.23

0.07
0.18
0.08

0.16
0.17
0.52

6
5
13

1 Molecular weight (M ) and polydispersity index (PI = M /M ) were determined from SEC-MALLS. Sequence
w
w
n
parameters were calculated from 1 H-NMR spectra. FG and FM denotes the fraction of guluronic and mannuronic
acid, respectively. Fractions of dimers and trimers of varying composition are denoted by two and three
letters, respectively.

Nanocellulose: Never-dried bleached kraft softwood pulp ﬁbres were used as the source material
for production of two types of nanocellulose. The ﬁrst type was produced using a mechanical
pretreatment (beating in a Claﬂin mill; 1000 kWh/ton for 1 h) followed by homogenization (denoted
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as mechanically-ﬁbrillated CNF). Production of the second type (referred to as oxidized CNF) was
performed using TEMPO-mediated oxidation as pretreatment, as described by Saito and colleagues [11].
NaClO (2.3 mmol per gram of cellulose) was used in the oxidation. The ﬁbrillation was done by using
a Rannie 15 type 12.56x homogenizer (APV, SPX Flow Technology, Silkeborg, Denmark) with a
pressure drop of 1000 bar in each pass. Mechanically-ﬁbrillated CNF was homogenized using ﬁve
passes, the oxidized CNF using 1 pass. The concentration of the pretreated samples was 1% (w/v)
before ﬁbrillation.
The composition of carbohydrates was determined according to the standard method NREL/
TP-510-42618, using sulphuric acid hydrolysis. The composition of carbohydrate monomers produced
during the hydrolysis was analysed using high-performance anion-exchange chromatography with
pulsed amperometric detection (HPAEC-PAD; Dionex ICS-5000, (Thermo Fisher Scientiﬁc, Waltham,
MA, USA) with a CarboPac PA1 column (Thermo Fisher Scientiﬁc, Waltham, MA, USA) and gradient
elution using sodium hydroxide for elution. The carbohydrate composition of the two CNF samples is
shown in Appendix A.
The intrinsic viscosity was determined as described in ISO-standard 5351:2010, using
cupriethylenediamine (CED) as a solvent. The oxidized CNF was subjected to a second oxidation
before the analysis. This is due to a signiﬁcant amount of aldehyde groups in the oxidized samples
which induce depolymerization through a β-elimination reaction [21]. In order to avoid this, a selective
oxidation of the aldehyde groups was performed using sodium chlorite under acidic conditions.
The carboxylate content was determined using conductometric titration as previously
described [22,23]. The equipment used was a 902 Titrando, an 856 conductivity module and Tiamo
software (Metrohm). Residual ﬁbres were quantiﬁed with a FibreTester device, as previously described
by Chinga-Carrasco and colleagues [24]. The ﬁbrillated structure and analyses of the ﬁbre structure
from atomic force microscopy (AFM) imaging with resulting characteristics of the cellulose nanoﬁbrils
have previously been described [25]. A summary of nanocellulose characteristics is shown in
Appendix A.
Control polymers: Hyaluronic acid (Mw = 8.7 × 105 Da) was a gift from Novamatrix (Norway),
xanthan (Mw = 9.6 × 105 Da) was a gift from CP Kelco (USA), and dextran (Mw = 2.0 × 106 Da) was
purchased from Pharmacia AB (Stockholm, Sweden). The molecular weight of the samples were
determined using a HPLC system consisting of serially connected TSK G6000 PWxl and G5000PWxl
columns (Tosoh Bioscience LLC, Tokyo, Japan) followed by a Dawn Helios II MALLS photometer and
an Optilab T-rEX differential refractometer (Wyatt Technology, Santa Barbara, CA, USA). The elution
buffer (0.15 M NaNO3 with 1 mM EDTA, pH 6.0) was applied at a ﬂow rate of 0.5 mL/min. Data were
collected and processed using ASTRA 6.1 software. Refractive index increment values (dn/dc) used in
the calculations were set to 0.148 for dextran and 0.150 for alginate, hyaluronic acid and xanthan.
2.2. Preparation of Gel Cylinders
Alginate gels were prepared by internal gelling with CaCO3 and D-glucono δ-lactone (GDL)
as previously described [26]. Brieﬂy, CaCO3 (56.25 mg, particle size 4 μm) suspended in 5 mL MQ
water was added to 25 mL, 1.5% (w/v) of alginate solution. The mixture was degassed under vacuum
suction before addition of 7.5 mL of a freshly made solution of GDL (200.36 mg). The mixture was
immediately poured into 24-well tissue culture plates (16/18 mm, Costar, Cambridge, MA, USA) and
left at room temperature for minimum 20 h. The gel cylinders were removed from the tissue culture
plates and weight was measured on the calcium unsaturated gels before being immersed in a solution
of 50 mM CaCl2 and 200 mM NaCl (100 mL per gel) and left for 24 h at 4 ◦ C for calcium saturation
before syneresis and compression measurement.
Two-component gels of alginate and either xanthan, dextran or hyaluronic acid were made by a
simillar procedure as for pure alginate gels. The two components were dissolved together in 25 mL
MQ water, yielding a ﬁnal concentration in the gelling solution of 1% (w/v) M. pyrifera alginate and
0.30% or 0.75% (w/v) of the other component.

281

Polymers 2017, 9, 378

Alginate—CNF composite gels were made by mixing 450 mg alginate powder with MQ water
and CNF dispersion corresponding to ﬁnal concentrations of 1% (w/v) alginate and 0.15–0.75% (w/v)
CNF and a total volume of 30 mL. The blends were dissolved for at least 18 h under constant stirring
and homogenized for 5 min with a Vdi 12 Ultra Turrax at 11,500 rpm. Twenty-ﬁve grams of the blend
was weighed out and added CaCO3 and GDL as described above.
2.3. Syneresis and Gel Strength Measurements
Syneresis was determined after calcium saturation as (W0 − W)/W0 ) × 100, where W0 and W are
the initial weights of the samples before calcium saturation and ﬁnal weights of the calcium saturated
gels, respectively. Force/deformation curves was recorded at 22 ◦ C on a Stable Micro Systems TA-XT2
texture analyser equipped with a P/35 probe and at a compression rate of 0.1 mm/s [26]. The gels
were subjected to uniaxial compression surpassing the point of rupture, where force and deformation
was recorded. Young’s modulus was calculated as G·(h/A) where G is the initial slope (N/m) of the
stress deformation curve and h and A is the height and area of the gel cylinder, respectively. In order
to compare Young’s modulus of gels with different degree of syneresis, the relationship E = k·c2 was
applied [27] where k is characteristic for each type of alginate, and c is the weight concentration.
2.4. Volume Stability and Calcium Binding
The weight and calcium content of pure and composite gels of M. pyr. alginate and oxidized CNF
were measured before and after saline treatments. Gel cylinders immersed in a solution of 50 mM
CaCl2 and 200 mM NaCl for 24 h were cut in three approximately equal pieces, weighed and immersed
separately in 40 mL of 150 mM NaCl solution at room temperature for 24 h. The gel pieces were gently
removed from the solution, weighed and subjected to a second saline treatment. After weighing,
the gels were added 0.5 mL of 100 mM Na-EDTA, pH = 7.0. All samples were vortexed and centrifuged
(2400 rpm, 5 min) before they were diluted 100 × in 5% HNO3 and calcium content analysed with
ICP-MS (type 8800 Triple Quadrupole ICP-MS with ASX-520 Autosampler from Agilent Technologies,
Santa Clara, CA, USA). As internal standards 115 In and 89 Y were used.
2.5. Light Microscopy
Homogeneity of the gels were assessed on a Nikon Eclipse TS100 microscope (Nikon Instruments,
Tokyo, Japan) by placing a drop of gelling solution between two microscopy slides and observing the
gellation in the microscope using 40 × magniﬁcation.
2.6. Preparation of Aerogels for Scanning Electron Microscopy (SEM)
After the gels had been cast, the cylinders where cut, in the hydrated state, into 200 μm
thick sections using a vibrating blade microtome (VT1000S, Leica Biosystems, Nussloch GmBH,
Wetzlar, Germany). The sections where dehydrated in increasing concentrations of ethanol, before
substitution with acetone and ﬁnally critical-point dried using liquid CO2 (Emitech K850 critical
point dryer, Quorum Technologies, Lewes, UK). The sections were mounted on aluminum stubs
using carbon tape and sputter coated (208 HR, Cressington, Watford, UK) with a 5 nm layer of Pt/Pd
(80/20). SEM analysis was performed with an acceleration voltage of 5 kV (S-5500 S(T)EM, Hitachi,
Tokyo, Japan).
2.7. Fourier Transform Infrared Spectroscopy (FTIR) Characterization
The infrared spectra of vacuum dried samples were collected on a Bio-Rad Excalibur series FTS
3000 spectrophotometer (Bio-Rad, Hercules, CA, USA). The spectra were acquired in transmission
mode on the ﬁlms at a spectral range of 4000−500 cm−1 .
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2.8. Statistical Analysis
All values are expressed as means ± standard deviations. Comparisons between groups were
made using a two-sided Student’s t-test and Microsoft Excel worksheet (2011). Statistical outcomes
(p-values) are presented in Appendix B.
3. Results and Discussion
3.1. Composite Hydrogels of Alginate and CNF
Composite gels of D. pot., M. pyr., and L. hyp. alginates and CNF (mechanically-ﬁbrillated or
oxidized) saturated with calcium were measured with respect to gel rigidity (Young’s modulus) and
volume reduction upon gel formation (syneresis, Figure 1). Secondly, resistance to breakage and
deformation at breakage was determined (Figure 2).

40

Syneresis (%)

60

E (Kpa)

50

A

20
0

20
10
0

0.00 0.15 0.30 0.50 0.75

E (kPa)

40

Syneresis (%)

60

20
0

0.00

0.15

0.30

0.50

0.75

0.00

0.15

0.30

0.50

0.75

40
30
20
10
0

0.00 0.15 0.30 0.50 0.75
50

60
Syneresis (%)

E (kPa)

30

50

B

C

40

40

20
0

40
30
20
10

0.00

0.30

0

0.75

0.00

0.30

0.75

Fibril amount (% w/v)
Figure 1. Young’s modulus (E, left panel) and syneresis (right panel) of alginate-CNF composite Ca-gels
made from 1% (w/v) D. potatorum (A), M. pyrifera (B), and L. hyperborea (C) alginates and 0–0.75% (w/v)
mechanically-ﬁbrillated ( ) and oxidized CNF ( ). Bars are means ± standard deviations, shown for
n = 5–8 gels. P-values are presented in Tables A3 and A4 in Appendix B.
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Figure 2. Rupture strength measured as the force at rupture (left panel) and compression at
rupture (right panel) for D. potatorum (A), M. pyrifera (B), and L. hyperborea (C) Ca-alginate gels
and mechanically-ﬁbrillated ( ) and oxidized ( ) CNF. Bars are means +/− standard deviations,
shown for n = 5–8 gels. P-values are presented in Tables A3 and A4 in Appendix B.

The composite gels of alginate and CNF showed increased Young’s modulus and reduced
syneresis compared to pure alginate gels. An increase in Young’s modulus was observed for composite
gels of both mechanically-ﬁbrillated CNF and oxidized CNF relative to the alginate gels alone.
The largest effect was seen for composite gels of oxidized CNF and alginates with intermediate
to low G-content (M. pyr. and D. pot.) with a 3–5 fold increase in Young’s modulus for the gels
containing 0.75% (w/v) oxidized CNF relative to no addition of CNF. Additionally, for the alginate
with a high G-content (L. hyp. stipe) that is known to form stiff gels with calcium [27], the effect of
addition of CNF on Young’s modulus was profound with about two times increase for the highest
concentration. Syneresis was reduced for the composite gels relative to the alginate gels, meaning that
the gels shrunk less after saturation with calcium when CNF was added to the hydrogels. As seen from
Figure 1, the alginate gels are highly syneretic when saturated with calcium. The syneresis is known to
be linked to the content of G-blocks, but indeed also to MG-blocks in the alginate [5,26], hence, the high
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degree of syneresis for the alginate from M. pyr. is as expected. Regardless of the composition of the
alginate, CNF reduced the syneresis with increasing effect at increasing concentrations. Although the
reduction in syneresis was highest for the oxidized CNF—M. pyr. alginate composite gel (49% to 29%),
the largest relative decrease was observed for D. pot. alginate where the syneresis was reduced from
25% to 7% with the addition of 0.75% (w/v) oxidized CNF.
No signiﬁcant effect of the presence of ﬁbrils was seen on the rupture strength of the gels,
except for the increase in rupture strength for the gels of alginate from M. pyr. upon the addition
of mechanically-ﬁbrillated CNF (Figure 2). An overall trend was a slight reduction in the rupture
strength when oxidized CNF was added to the alginate relative to the mechanically-ﬁbrillated CNF.
However, the alginate concentration is higher in the pure alginate gels than in the composite gels,
due to the large differences in syneresis. The rupture strength per concentration unit alginate is,
therefore, increased in the composite gels. Calcium alginate gels with a high content of G-blocks,
such as the alginate from L. hyp stipe, are known to form strong gels due to the high numbers of
crosslinks, as also reﬂected in the Young’s modulus (Figure 1). Alginate from M. pyr. has a high content
of MG-blocks and is known to withstand large deformation. This has been explained in terms of
energy dissipating effects of collapsing MG block junction zones during deformation [28]. Surprisingly,
the force at rupture increased by about 30% when mechanically-ﬁbrillated CNF was added to this
alginate gel, independently of the concentration of ﬁbrils.
3.2. Composite Hydrogels of Oxidized CNF and Alginate
In order to better evaluate separate and combined effects of the two biopolymer components,
calcium crosslinked gels with either oxidized CNF or alginate solely (0.75% (w/v)) were prepared
and measured with respect to gel rigidity, syneresis, deformation, and force at rupture (Figure 3).
Hydrogels of TEMPO-oxidized CNF have previously been produced with both monovalent and
divalent ions [12]. Although the Young’s modulus of alginate and oxidized CNF gels were similar
in our study, large differences were seen for the syneresis and the rupture strength underlining the
contribution of the two components to the composite system. Oxidized CNF gels displayed almost
no syneresis in contrast to the highly syneretic gels from M. pyr. alginate. For the rupture strength,
the alginate contributed with a high degree of compressibility as shown by the compression to 70%
before rupture at about 4 kg force. The oxidized CNF, on the other hand, had a rupture strength
of less than 0.1 kg. A dose-dependent increase in syneresis and rupture strength upon the addition
of alginate to oxidized CNF was observed. The potential effect on the properties by increasing the
dry weight content in the hydrogels were studied by a control containing half concentration of the
two components and thus same dry matter content as in the systems of alginate and CNF alone.
Additionally, here, a combined effect of the two components could be seen on the syneresis and
rupture strength. A combination of 0.75% alginate with 0.75% oxidized CNF resulted in a more than
four-fold increase in Young’s modulus, exceeding a solely additive effect of the two separate systems.
Representative force-deformation curves of composite gels of alginate and oxidized CNF is shown in
Appendix D.
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Figure 3. Young’s modulus (E, (A)), syneresis (B), rupture strength (C) and deformation at rupture
(D) of a pure 0.75% (w/v) M. pyrifera alginate gel ( ), a pure (0.75% w/v) oxidized CNF gel ( ),
and composite gels of 0.75% (w/v) of each of the two materials ( ). Mean +/− standard deviation
shown for n = 5–8 gels.

3.3. Composite Hydrogels of Alginate and Other Polysaccharides
To study more speciﬁcally the effect of addition of the long cellulose nanoﬁbrils to alginate,
control experiments using other polysaccharides in composite alginate hydrogels were conducted.
Polysaccharides with approximately the same molecular weight, but different charge density
and ﬂexibility were added to calcium-alginate hydrogels of M. pyr. alginate to study the effect
on mechanical properties. Dextran, having an α-(1,6)-linked glucose backbone with varying
degree of α-(Glc-1,3) branching, is a highly-ﬂexible polysaccharide without charges. Sodium
hyaluronate is a stiffer molecule, with alternating 4-linked β-D-glucuronic acid and 3-linked
N-acetyl-β-D-glucosamine, with negative charges due to the guluronic acid, but with no speciﬁc
calcium afﬁnity. Xanthan consists of a (1,4)-β-D-Glc main chain where every second unit is (3,1) linked
to a D-Man-(1,4)-β-D-GlcA-(1,2)-α-D-Man side chain with varying degree of acetyl and pyruvate groups
on the internal and terminal mannose. Xanthan has the ability to form very stiff double-stranded
structures. Finally, increasing concentrations of alginate were investigated to compare the effects
relative to the effects of addition of CNF on Young’s modulus, syneresis, and resistance to rupture
(Figure 4).
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Figure 4. Young’s modulus (E, (A)), syneresis (B), rupture strength (C), and deformation at rupture
(D) of M. pyrifera alginate gels (1% w/v) with 0.30 and 0.75% (w/v) addition of M. pyrifera alginate
( ), dextran ( ), hyaluronic acid ( ), xanthan ( ), mechanically-ﬁbrillated CNF ( ) and oxidized
CNF ( ). Bars are means +/− standard deviations, shown for n = 5–9 gels. P-values are presented in
Tables A5 and A6 in Appendix B.

Addition of dextran and sodium hyaluronate to the alginate did not affect the Young’s modulus
for any concentration showing that neither the increase in dry matter nor net charge by itself result in
an increase in gel stiffness. A concentration-dependent increase in stiffness was seen for alginate from
M. pyr. Although having a relatively high content of MG-blocks, the alginate from M. pyr. also contains
a fraction of very long G-blocks [20]. Both G-blocks and MG-blocks are known to contribute to the
crosslinking with calcium [5], hence, an increase in stiffness upon increase in concentration of alginate
for the calcium saturated gels is as expected with increasing numbers of crosslinks per unit volume.
For 0.75% (w/v) added polysaccharides, xanthan, and mechanically-ﬁbrillated CNF gave about a
doubling in the Young’s modulus, compared to the pure alginate gel (1% (w/v)). Xanthan, which can be
viewed as rigid rods at the length scale of a G-block junction zone, shows similarities with the addition
of long G-blocks to alginate gels that results in stiffer gels with reduced syneresis [29]. The very long
G-blocks have been suggested to act as reinforcement bars in the alginate hydrogel network. However,
the largest increase was obtained by the addition of oxidized CNF with a 3.5 times increase in Young’s
modulus compared to the 1% alginate gel and also a 50% increase in Young’s modulus compared to
the 1.75% alginate gel for the composite gel of 1.0% alginate and 0.75% oxidized CNF. This emphasizes
the combined effect of both stiffness and length of the ﬁbres combined with the charge being important
for the ﬁnal stiffness of the composite gels.
In general, all the added biopolymers caused a concentration-dependent reduction in syneresis
(Figure 4). Least effect was seen for the dextran, which caused slightly more syneresis than increasing
the concentration of alginate. The syneresis was markedly reduced by adding xanthan and hyaluronic
acid, compared to alginate alone (Figure 4). This suggests that osmotic pressure, rather than interference
with G-block junction zones, affects the degree of syneresis for these composite gels. The addition of
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mechanically ﬁbrillated CNF resulted in same syneresis as for the increased alginate concentrations,
however, again the oxidized CNF caused less syneresis.
The rupture strength of the alginate gels was highly inﬂuenced by the alginate concentration
(Figure 4). By increasing the concentration of alginate from 1.0% to 1.75% (w/v), the rupture
strength increased from 4 kg to 9 kg. None of the other additives were near this increase of rupture
strength. Again, there was a slight positive effect on the rupture strength by the addition of
mechanically-ﬁbrillated CNF, and no effect was seen on the addition of oxidized CNF although a slight
reduction in deformation at rupture could be observed. Hence, ionic interactions between the alginate
and cellulose may be weak, although signiﬁcant, for the initial resistance against compression, however,
they are not comparable to the alginate crosslinking when it comes to resisting the force at high
deformations. Dextran had a slight positive effect on the rupture strength, however, both hyaluronan
and xanthan caused a reduction in the rupture strength.
3.4. Composite Gel Morphology and Homogeneity
Investigation of the composite gels with microscopy revealed that the cellulose was
homogeneously distributed in the alginate gel that appear as transparent in the light microscope
(Figure 5). No phase separation was seen either by optical microscopy or scanning electron microscopy,
which further indicates a good integration between the alginate and the cellulose ﬁbrils. The oxidized
CNF has a higher (negative) charge than the ﬁbrils in the mechanically-ﬁbrillated quality (Table A2 in
Appendix A). Additionally, the cellulose ﬁbrils differed in size as seen in Figure 5, Appendix A Table A2,
and from [25]. Although the oxidized CNF sample contains a large fraction of nanosized ﬁbrils
(optically inactive in Figure 5), it contains a major fraction of residual ﬁbres (Figure 5, Appendix A,
Table A2). It is, thus, a potential for further improvements of the mechanical properties of the composite
hydrogels by increasing the yield of the ﬁbrillation. However, the oxidized ﬁbrils are much thinner and
more homogeneous than the mechanically-ﬁbrillated ﬁbrils. Previous studies on composite ﬁlms based
on Ca2+ crosslinked alginate and cellulose showed increasing mechanical properties by increasing the
amount of the ﬁbrils in the biocomposite and by decreasing the ﬁbril size. However, the introduction
of negative charges on the surface of the cellulose ﬁbrils increased the mechanical crosslinking even
further [30]. Hence, this suggests that the charges, more than the size of the ﬁbrils, inﬂuence the
mechanical properties of the composite material.

Figure 5. Microscopy of hydrogels of M. pyrifera alginate (1% (w/v)) (A), and composite gels with
0.30% mechanically ﬁbrillated (B), and 0.30% oxidized CNF (C) at 40 × magniﬁcation. SEM images of
supercritically-dried gels of the same composition (D–F).
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In SEM, all the samples, including the alginate sample, show tread-like structures caused by the
drying step which is necessary before SEM imaging (Figure 5). This is commonly seen for alginate
hydrogels also when using supercritical drying, intended to preserve the original structure in the
samples [31]. No formation of honeycomb structure, which is typically formed when freeze-drying
CNF-samples, is observed [32]. A structural difference is observed upon the addition of CNF where
some larger ﬁbre structures was observed, both for the mechanically-produced and oxidized CNF.
Additionally, here, for both types of cellulose ﬁbrils, the ﬁbrils seem to be well-integrated with the
alginate with no indication of phase separation.
3.5. Volume Stability and Calcium Binding
The alginate and oxidized CNF gels were ﬁnally exposed to physiological saline solution (150
mM NaCl) to assess the volume stability and the binding of calcium in the gels (Figure 6). Surprisingly,
the weak Ca-CNF gels (Figure 4) and all gels of alginate and oxidized CNF were stable during the
exposure to NaCl solution. This is in contrast to the well-known swelling of Ca-alginate gels [33]
recognized by the exchange of calcium ions with sodium ions and ingress of water into the gel.
The stability in physiological solutions is important both for handling and in vitro studies of the
biomaterial construct as well as for in vivo use. When the content of calcium was measured in the
gels, an accumulation of calcium was found in the gels containing alginate for the Ca-saturated
systems, with more calcium in the gels containing alginate solely than in the mixed system of
same concentrations of alginate and oxidized CNF. Upon treatment with saline solution, increasing
concentrations of calcium were found for increasing alginate concentrations. Similar calcium content
was found in the gels containing alginate alone and alginate with oxidized CNF, pointing towards a
more complex explanation of the increase in Young’s modulus (Figure 1, Figure 3, and Figure 4) than
calcium binding solely.
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Figure 6. Calcium gels of M. pyr. alginate and oxidized CNF subjected to treatments with 0.9% (w/v)
NaCl. Stability of gels (w/w0 , (A)) and calcium concentration (B) before and after dialysis against
150 mM NaCl solution. 0.75% (w/v) M. pyr. alginate ( ), 0.75% (w/v) oxidized CNF ( ), 0.375%
(w/v) oxidized CNF + 0.375% (w/v) M. pyr. ( ), 0.75% (w/v) oxidized CNF + 0.2% (w/v) M. pyr. ( ),
and 0.75% (w/v) oxidized CNF + 0.75% (w/v) M. pyr. ( ). Mean ± standard deviation are shown for
three gels.

3.6. Intermolecular Interaction Studied by FT-IR
FT-IR spectra of selected samples were obtained in an attempt to detect intermolecular interactions
(Figure 7 and Appendix D). The spectra were normalized with respect to the characteristic ν(COO)asym
vibration band around 1600 cm−1 . This was done for better comparison of the wavenumber region
where calcium-polymer interaction is most likely to be observed. Both calcium-saturated and
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-unsaturated composite gels were studied to see if the calcium content inﬂuenced the carboxylic groups,
as well as to compare our results to previous observations. Calcium-unsaturated gels contained only
the calcium released from CaCO3 (s) as a result of the hydrolysis of GDL during gel formation, whereas
the calcium saturated gels were obtained after incubation in 50 mM CaCl2 + 200 mM NaCl for 24 h.
As the spectra of the hydrogel composite itself are disturbed by the high water content, FTIR spectra
of dried samples were obtained. Spectra of alginate powder and oxidized CNF powder were also
compared with the dried CNF-alginate composite hydrogels.
It has previously been reported that the (C=O) stretching band from alginate is shifted from 1602
to 1612 cm−1 in oxidized CNF-alginate composite ﬁlms with excess calcium removed. This has been
attributed to the carboxylic groups on oxidized CNF linking alginate molecules to form a crosslinked
network [34]. In the calcium-unsaturated samples we do not observe the same shift in signals.
The calcium unsaturated samples gives ν(COO)asym signals from 1602 to 1604 cm−1 , for the pure
alginate gel and for composite gel of alginate and oxidized CNF, respectively. The ν(COO)asym signal
from M. pyrifera alginate powder devoid of calcium is at 1583 cm−1 and oxidized CNF devoid of calcium
is 1606 cm−1 . The samples are, however, not directly comparable with [34], due to differences in sample
preparation, charge density on oxidized CNF, ﬁbril characteristics, alginate composition, and molecular
weight. From our measurements, wedo not have strong evidence to support intermolecular interactions
between oxidized CNF and M. pyrifera alginate mediated by calcium in the unsaturated calcium gels.

Figure 7. FT-IR spectra of freeze dried gel cylinders of 1.0% M. pyr. alginate and 0.75% CNF. (A) Calcium
unsaturated samples and starting materials; (B) calcium saturated samples. M. pyr. powder, no calcium.
(a); M. pyr, Ca-unsaturated (b); ox. CNF powder, no calcium (c); M. pyr. + ox CNF, Ca-unsaturated (d);
Ox. CNF, Ca-saturated (e); M. pyr., Ca-saturated (f); M. Pyr. + ox. CNF, Ca-saturated (g); and M. Pyr. +
mechanically-ﬁbrillated CNF, Ca-saturated (h).

The calcium saturated composite samples were strikingly different, displaying a split in the
carboxyl groups (C=O) stretching band around 1600 cm−1 . This is not seen for the spectra of pure,
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calcium saturated oxidized CNF, but is observed for the pure alginate gel saturated with calcium.
Our hypothesis is that the splitting of the bands for the alginate-containing samples is due to differences
in Ca2+ binding of carboxylic acid groups from mannuronic acid and guluronic acid. The G-block
junction zones will tend to associate laterally at high calcium concentrations [35], and this may shift the
signal from guluronic acid towards higher wavenumbers while the carboxylic group in mannuronic
acid does not bind calcium in a speciﬁc manner and, therefore, does not shift.
As a last comment one should be careful to extrapolate results obtained on dried composite ﬁlms
to composite hydrogels as there will be large differences in both polymer concentration and ionic
strengths. It would, therefore, be desirable to be able to study molecular interactions with methods
where water interference is not an issue.
4. Conclusions
This study shows that tightly integrated composite hydrogels with tailored mechanical properties
can be made from alginate and nanoﬁbrillated cellulose in calcium saturated gels. The alginate
contributes with elastic properties and increased mechanical resistance at large deformations.
The cellulose nanoﬁbrils reduces the syneresis of the alginate gels and contributes to increased
resistance against compression at small deformations as seen by an increase in Young’s modulus.
The effect was increased using oxidized nanoﬁbrils where composite gels also were volume stable
upon saline treatments. No net increase in calcium concentration was found in the composite gels
relative to the alginate gel alone. Additionally, no change in FT-IR spectra of the (C = O) stretching band
was found for dried composite gels relative to dried alginate gel alone. Although no speciﬁc calcium
binding event could be identiﬁed, we cannot rule out possible calcium mediated CNF-alginate or
CNF-CNF interactions, as the oxidized cellulose ﬁbrils by themselves form gels with calcium ions and
as more than an additive effect on Young’s modulus was seen for the combined system. The increase
in Young’s modulus was not seen when other relevant biopolymers were added to the alginate gel.
Hence, mechanical properties of the composite hydrogels can be tailored by selecting alginates with
varying block compositions and charge/concentration of cellulose ﬁbrils. This is relevant for the use
of this composite system in ﬁlms and membranes in addition to the direct use of these composite
hydrogels in, e.g., bioprinting and tissue engineering applications.
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Appendix A
Table A1. Carbohydrate composition in the different CNF-samples.

Sample
Softwood pulp
Mechanically
ﬁbrillated CNF
Oxidized CNF

Carbohydrate Composition (Weight %)
Glucan

Xylan

Mannan

Arabinan

Galactan

85.32

8.48

6.63

0.62

0.59

84.46

7.98

5.96

0.61

0.67

66.25

6.63

2.67

0.03

0.00
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The discrepancy in total monosaccharides between mechanically ﬁbrillated CNF and oxidized
CNF is due to conversion to uronic acids upon axidation in the oxidized sample, which were
not quantiﬁed.
Table A2. Nanocellulose characteristics. All data, except residual ﬁbres, are previously published
in [25].
Sample

Charge Density
(mmol/g)

Intrinsic
Viscosity (mL/g)

Fibril
Diameter (nm)

Fibril Length
(μm)

Residual
Fibres (%)

0.1

620

<100

>1

1.3

0.9 1

450

<20

>1

28.5

Mechanically
ﬁbrillated
CNF
Oxidized
CNF
1

Aldehyde content was determined for the oxidized quality; 0.2 mmol/g CNF.

Appendix B
Table A3. Statistical outcomes, Figure 1: E = Young’s modulus, standard deviation (SD), number of
samples (n), and p-value (p) of samples compared to the respective pure alginate sample.
Sample

n

E (kPa), Mean

SD

p (%)

Syneresis (%), Mean

SD

p (%)

D. pot.
0.15% CNF
0.30% CNF
0.50% CNF
0.75% CNF
0.15% ox. CNF
0.30% ox. CNF
0.50% ox. CNF
0.75% ox. CNF
M. pyr.
0.15% CNF
0.30% CNF
0.50% CNF
0.75% CNF
0.15% ox. CNF
0.30% ox. CNF
0.50% ox. CNF
0.75% ox. CNF
L. hyp.
0.30% CNF
0.75% CNF
0.30% ox. CNF
0.75% ox. CNF

9
7
6
7
5
7
5
6
5
7
8
7
5
5
6
5
5
5
7
8
6
8
6

3.794
4.930
5.134
8.318
11.017
5.036
7.704
12.786
18.243
11.492
14.895
17.437
18.273
24.297
14.884
19.210
25.444
36.060
32.369
36.668
61.167
42.991
70.956

0.256
0.152
0.399
0.356
0.546
0.272
0.294
0.549
1.380
0.633
0.743
1.259
0.779
2.950
1.465
1.504
1.533
3.666
1.181
1.551
3.694
1.970
3.735

<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
0.02
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01

24.74
22.95
22.27
15.60
13.53
21.25
17.78
12.46
7.17
49.09
47.16
43.27
39.81
34.26
47.24
40.95
31.83
28.74
28.81
27.26
20.20
23.39
15.82

0.72
0.79
0.81
1.01
1.11
0.72
0.50
0.76
1.45
0.65
0.31
0.49
0.52
1.66
0.44
0.69
2.20
0.69
0.57
0.87
0.42
0.54
1.18

0.08
0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
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Table A4. Statistical outcomes, Figure 2: Rupture strength (mean), deformation (mean) standard
deviation (SD), number of samples (n), and p-value (p) of samples compared to the respective pure
alginate sample.
Sample

n

Rupture Strength (kg),
Mean

SD

p (%)

Deformation (%),
Mean

SD

p (%)

D. pot.
0.15% CNF
0.30% CNF
0.50% CNF
0.75% CNF
0.15% ox. CNF
0.30% ox. CNF
0.50% ox. CNF
0.75% ox. CNF
M. pyr.
0.15% CNF
0.30% CNF
0.50% CNF
0.75% CNF
0.15% ox. CNF
0.30% ox. CNF
0.50% ox. CNF
0.75% ox. CNF
L. hyp.
0.30% CNF
0.75% CNF
0.30% ox. CNF
0.75% ox. CNF

9
7
6
7
5
7
5
6
5
7
8
7
5
5
6
5
5
5
7
8
6
8
6

1.42
1.32
1.23
1.63
1.66
1.15
1.35
1.59
1.39
4.09
5.50
5.31
5.15
5.43
4.16
4.07
4.54
4.25
5.11
4.25
5.38
3.88
4.38

0.12
0.17
0.14
0.14
0.11
0.03
0.02
0.05
0.09
0.56
0.42
0.20
0.30
0.31
0.07
0.04
0.22
0.17
0.81
0.15
0.45
0.17
0.41

22.7
2.45
0.79
0.35
0.02
19.1
0.79
66.3
0.03
0.03
0.35
0.07
75.4
95.2
12.1
55.0
<0.01
<0.01
<0.01
<0.01

63.55
58.89
57.70
58.92
58.67
55.70
56.56
55.44
51.63
71.76
71.40
69.27
69.25
66.99
67.41
63.99
62.96
59.71
64.38
60.16
60.07
57.18
55.32

1.13
1.45
1.39
1.05
0.96
0.60
0.35
0.61
1.35
1.09
1.02
1.08
0.62
0.68
0.38
0.34
0.59
0.67
1.89
0.70
0.93
0.81
1.43

<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
50.3
0.11
0.06
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01

Table A5. Statistical outcomes, Figure 4A,B: E = Young’s modulus, standard deviation (SD), number of
samples (n), and p-value (p) of samples compared to the 1.0% alginate sample for control polymers.
P-values for CNF (*) are comparisons to the respective dry weight concentrations of alginate (1.30%
and 1.75%).
Sample

n

E (kPa)

SD

p (%)

Syneresis (%)

SD

p (%)

1.0% M.pyr.
0.30% M.pyr.
0.30% dextran
0.30% hyaluronan
0.30% xanthan
0.75% M.pyr.
0.75% dextran
0.75% hyaluronan
0.75% xanthan
0.30% CNF*
0.30% ox. CNF*
0.75% CNF*
0.75% ox. CNF*

7
8
9
8
8
8
9
9
9
7
5
5
5

11.493
15.916
12.168
13.150
14.829
22.773
12.314
12.674
19.483
17.437
19.210
24.297
36.060

633
1.285
0.967
0.710
0.330
1.092
0.560
2.555
1.237
1.259
1.504
2.950
3.666

<0.01
14.2
0.08
<0.01
<0.01
2.05
26.3
<0.01
4.37
0.18
20.7
<0.01

49.09
43.22
44.81
38.01
38.59
34.31
41.77
23.42
26.57
43.27
40.95
34.26
28.74

0.65
0.29
0.90
0.60
0.80
0.51
0.61
1.65
0.79
0.49
0.69
1.66
0.69

<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
<0.01
81.9
<0.01
94.0
<0.01
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Table A6. Statistical outcomes, Figure 4C,D: Statistical outcomes, Figure 4: E = Young’s modulus,
standard deviation (SD), number of samples (n), and p-value (p) of samples compared to the 1.0%
alginate sample for other polymers CNF. P-values for CNF (*) are comparisons to the respective dry
weight concentrations of alginate (1.30% and 1.75%).
Sample

n

Rupture Strength (kg),
Mean

SD

p (%)

Deformation (%),
Mean

SD

p (%)

1.0% M.pyr.
0.30% M.pyr.
0.30% dextran
0.30%
hyaluronan
0.30% xanthan
0.75% M.pyr.
0.75% dextran
0.75%
hyaluronan
0.75% xanthan
0.30% CNF*
0.30% ox. CNF*
0.75% CNF*
0.75% ox. CNF*

7
8
9

4.09
5.99
5.07

0.56
0.29
0.23

<0.01
0.08

71.76
71.17
72.17

1.00
1.25
0.82

34.0
38.3

8

3.69

0.60

21.0

74.86

3.87

6.76

8
8
9

3.18
9.67
4.81

0.21
0.44
0.41

0.16
<0.01
1.37

63.70
69.74
70.79

0.61
1.24
1.31

<0.01
0.64
13.6

9

2.54

0.33

<0.01

64.02

1.78

<0.01

9
7
5
5
5

2.81
5.31
4.07
5.43
4.25

0.08
0.20
0.04
0.31
0.17

<0.01
0.04
<0.01
<0.01
<0.01

60.76
69.27
63.99
66.99
59.71

0.40
1.08
0.34
0.68
0.67

<0.01
1.06
<0.01
0.015
<0.01
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Appendix C

Figure A1. Stress-deformation curves of gel cylinders presented in Figures 1B and 2B (A) and Figure 3
(B). The inserted picture shows the initial compression where the gels display elastic behaviour. Young’s
modulus is calculated from 0.1 to 0.3 mm. (A) 1% (w/v) M. pyr. (
), 1% (w/v) M. pyr. + 0.15% (w/v)
ox. CNF (
), 1% (w/v) M. pyr. + 0.30% (w/v) ox. CNF ((
), 1% (w/v) M. pyr + 0.50% (w/v) ox. CNF
(
) and 1% (w/v) M. pyr + 0.75% (w/v) ox. CNF ((
); (B) 0.75% (w/v) M. pyr ((
), 0.75% (w/v) ox.
CNF ((
), 0.375% (w/v) ox. CNF + 0.375% (w/v) M. pyr (
), 0.75% (w/v) ox. CNF + 0.2% (w/v) M.
pyr (
), 0.75% (w/v) ox. CNF + 0.375% (w/v) M. pyr ((
) and 0.75% (w/v) ox. CNF + 0.75% (w/v)
M. pyr (
).

Appendix D
Table A7. FTIR peaks for ν(COO)asym (cm−1 ) for samples shown in Figure 7.

a
b
c
d
e
f
g
h

Sample

Calcium Saturated Gel

ν(COO)asym (cm−1 )

M. pyr. powder, no calcium
1.0% (w/v) M. pyr
ox. CNF, no calcium
1% (w/v) M. pyr + 0.75% (w/v) ox. CNF
0.75% (w/v) ox. CNF
1.0% (w/v) M. pyr.
1.0% (w/v) M. pyr. + 0.75% (w/v) ox. CNF
1.0% (w/v) M. Pyr. + 0.75% (w/v)
mechanically ﬁbrillated CNF

pristine
no
pristine
no
yes
yes
yes

1583
1602
1606
1604
1624
1589/1633 *
1593/1635 *

yes

* Two unresolved signals centered around 1620

295

1591/1639 *
cm−1 .
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Abstract: The extensive need for hard tissue substituent greatly motivates development of suitable
allogeneic grafts for therapeutic recreation. Different calcium phosphate phases have been accepted
as scaffold’s components with positive inﬂuence on osteoinduction and differentiation of human
mesenchymal stem cells, in terms of their higher fraction within the graft. Nevertheless, the creation
of unlimited nutrients diffusion through newly formed grafts is of great importance. The media ﬂow
accomplished by perfusion forces can provide physicochemical, and also, biomechanical stimuli for
three-dimensional bone-construct growth. In the present study, the inﬂuence of a different scaffold’s
composition on the human mesenchymal stem cells (hMSCs) differentiation performed in a U-CUP
bioreactor under perfusion conditioning was investigated. The histological and immunohistochemical
analysis of cultured bony tissues, and the evaluation of osteogenic genes’ expression indicate that the
lower fraction of in situ formed hydroxyapatite in the range of 10–30% within chitosan scaffold could
be preferable for bone-construct development.
Keywords: chitosan; hydroxyapatite; hMSC’s; perfusion-bioreactor

1. Introduction
The development of functional allogeneic tissue constructs requires the coordination of cell
adhesion, growth, differentiation, and organization into speciﬁc tissue architecture. Accordingly,
the engineering of a suitable stem cell microenvironment becomes an important approach in
regenerative medicine [1]. Mesenchymal stem cells (MSCs) isolated from adult bone marrow are
recognized as self-renewing cells capable of differentiating into multiple different cell phenotypes,
providing many advantages in tissue regeneration strategies [2,3]. Even with precise control over
materials characteristics at the nanoscale, there is still a challenge to control the protein adsorption and
cellular response due to the complexity of biological systems [4].
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Biomaterial scaffolds and dynamic bioreactors, such as perfusion bioreactor, represent two
important components in the formation of suitable microenvironments providing controlled patterns
of biochemical and biomechanical signaling [5]. Finding the proper synergy between scaffolds features
and perfusion conditioning can direct MSCs behavior during the graft development.
Predominant factors in MSCs signaling are the scaffold’s composition, its surface properties,
and speciﬁc cell-scaffold interaction that occurred during the implant-native tissue bonding [6].
Hydroxyapatite (HA) has already conﬁrmed its osteoinductive properties in vitro and in vivo [7–11].
Chemical similarity to natural bone component makes it suitable for bone tissue integration and
regeneration. Chitosan-based composites exhibit excellent properties: biodegradability, ability to
support the bone tissue formation, possibility for modiﬁcations for speciﬁc cellular responses, inhibition
of microorganisms, and oral pathogens [12–15]. Speciﬁc cationic nature of chitosan, depending on
the surface modiﬁcation, can positively inﬂuence protein and cell adsorption, allowing for good
cell adhesion and migration, while its hydrogel properties ensure high water absorption which is
important for ﬂuid retention and nutrients transport in the biological environment. Osteogenic
properties of chitosan/hydroxyapatite-based scaffolds have been previously reported by the long-term
culture of human MSCs [16]. Promoted initial hMSCs adhesion on chitosan-gelatin/hydroxyapatite
scaffold has maintained a higher progenicity and multi-lineage differentiation potentials with enhanced
osteogenesis [6]. Osteogenic differentiation of hMSCs has been promoted by incorporation of
hydroxyapatite nanoparticles into chitosan-silk ﬁbroin matrix, as reported by Lai and Shalumon [17].
The inﬂuence of the hydroxyapatite amount was detected by extended differentiation for composites
with a higher HA fraction.
The cell diffusion, cellular behavior, and tissue integration depend on scaffolds porosity, pore size,
and overall pore interconnectivity. High porosity plays an important part in cell seeding, allowing for
good cell distribution and tissue penetration [18]. Considerable inﬂuence of pore structure on effective
diffusivity and bone ingrowth was reported by Jones et al. [19], indicating that the scaffold’s porosity
should also be considered and optimized in the graft engineering.
Despite scaffolds’ requirements, instructive developmental stimuli can be provided by dynamic
cell culture using perfusion bioreactors [20,21]. Study performed by Kim and Ma [20] has suggested
that transversal media ﬂow in the bioreactor culture of hMSCs accelerates progression from
uncommitted mesenchymal stem cells, to osteoblasts as a combined result of shear stress stimulation
and the depletion of mitogenic growth factors and ECM. The direct perfusion ensures exposure of the
cells to interstitial ﬂuid within the scaffold, resulting in higher seeding efﬁciency and even distribution
of cells and newly formed tissue.
Apart from the extensive research of hydroxyapatite impact on MSCs differentiation, most of
those investigations were performed in static cell cultures. According to our previous study [22],
present materials have demonstrated very good osteogenic potential in the static cell culture
of MC3T3-E1 preosteoblasts. In the current study, we wanted to conﬁrm this behavior under
dynamic hMSCs culture by eliminating possible hindrance in cell seeding of static conditions
caused by differences in surface properties of composite scaffolds. We believe that biomechanical
forces accomplished by media perfusion enhance seeding and distribution of the cells, as well as
homogeneous distribution of macromolecules ensuring necessary microenvironment for hMSCs
osteogenesis through a scaffolds’ interior. This preliminary study indicates that the lower fraction of
hydroxyapatite within chitosan-based scaffold is favorable for allogeneic graft development.
2. Materials and Methods
2.1. Materials Preparation
Chitosan (Mw = 100–300 kg/mol, DD = 0.95–0.98, Acros Organics, Geel, Belgium), calcium
carbonate (CaCO3 , calcite; TTT, Sv. Nedjelja, Croatia), urea phosphate ((NH2 )2 CO–H3 PO4 ; Aldrich
Chemistry, St. Louis, MO, USA), acetic acid (HAc; POCH, Gliwice, Poland), sodium hydroxide (NaOH,
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Carlo Erba, Val de Reuil, France), and ethanol (EtOH, 96 wt %, Kefo, Sisak, Croatia) were all of
analytical grade.
The synthesis of chitosan-hydroxyapatite (Cht-HA) composites with different amount of
hydroxyapatite precursors, as well as porous structures, was done according to our previous work [23]:
to obtain required HA percentage, appropriate amounts of calcite were suspended in chitosan solution
(1.2 wt %) prepared in dilute acetic acid solution (0.36 wt %) at an ambient temperature. Following
additions of a speciﬁc amount of urea phosphate, with respect to the Ca/P ratio of 1.67, characteristic
for hydroxyapatite. Temperature was set at 50 ◦ C and the precipitation reaction was continued for
4 days. The precursor’s amount was adjusted to obtain 0, 10, 30, and 50 wt % of in situ precipitated
HA in ﬁnal Cht-HA scaffold.
The production of porous chitosan-hydroxyapatite structures was initialized by cooling down
the suspensions to room temperature, and freezing them over night at −22 ◦ C. Frozen samples were
immersed into different mediums, starting with a neutralization medium consisting of equal volume
portions of 1 mol/L NaOH and EtOH, and then pure ethanol (96 wt %) at −22 ◦ C. Finally, samples
were dehydrated with ethanol at an ambient temperature and left out to dry for 24 h.
2.2. Scaffolds Characterization
Microstructure Imaging
The composite Cht-HA scaffolds were imaged by the scanning electron microscope TESCAN
Vega3SEM Easyprobe at electron beam energy 10 keV. Previously to imaging, samples were sputter
coated with gold and palladium for 120 s.
2.3. Dynamic hMSCs Cell Culture in Perfusion Bioreactor
2.3.1. Human Mesenchymal Stem Cells Isolation and Expansion
The bone marrow sample was collected during the surgery at the University Hospital of
Traumatology in Zagreb, Croatia, with the patient’s consent and approval of the Ethics Committee.
The hMSCs were isolated using previously described method [24]. Brieﬂy, 20 mL of bone marrow
aspirates were added to 200 mL Dulbecco’s modiﬁed Eagle medium with 1000 mg/L glucose
(DMEM-low glucose) (Lonza, Basel, Switzerland) containing 10% fetal bovine serum (FBS) (Gibco,
Gaithersburg, MD, USA), 100 U/mL penicillin and 100 μg/mL streptomycin (Lonza). The suspension
was centrifuged at 300× g for 10 min, and pelleted cells were washed twice in phosphate-buffered
saline (PBS) (Gibco). Resuspended cells were strained through a cell strainer (100 μm) (BD Biosciences,
Mississauga, ON, Canada) to remove bone chips and then centrifuged at 300× g for 10 min. Cells were
plated in 100 mm Petri dishes (Sarstedt, Germany) at a density of 1 × 108 in proliferation medium
DMEM-low glucose, supplemented with 10% FBS, 100 U/mL penicillin and 100 μg/mL streptomycin
and 10 ng/mL human ﬁbroblast growth factor 2 (FGF2) (Gibco), and kept in a humidiﬁed incubator
at 37 ◦ C with a 5% CO2 supply. After 24 h the non-adherent cells were removed by total media
replacement, and the attached cells were grown. When hMSCs became 80% conﬂuent, they were
detached with 0.25% trypsin/EDTA (Sigma-Aldrich) and then subcultured for expansion. Proliferation
medium was changed every 2–3 days. After 24 h, the number of attached hMSCs has been determined
by counting the number of cells in medium (unattached cells).
2.3.2. Osteogenic Induction in Perfusion Bioreactor
Perfusion bioreactor (U-CUP Cellec Biotek, Basel, Switzerland) was used for three-dimensional
bone tissue growth. Two samples of each scaffold, with diameter of 8 mm and height of 2 mm,
were inserted into the bioreactor for cell seeding with a cell suspension of 1.6 × 106 cells/bioreactor.
The bioreactor chamber was closed and a bioreactor with a perfusion speed of 1.7 mL/min was placed
in an incubator at 37 ◦ C and 5% CO2 for 24 h.
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The osteogenic induction medium (Minimum Essential Medium-Alpha Eagle (α-MEM) (Lonza),
10% FBS, 1% penicillin/streptomycin, 50 μg/mL ascorbic acid (Sigma-Aldrich), 4 mmol/L
β-glycerophosphate (Sigma-Aldrich) and 1 × 10−7 mol/L dexamethasone (Sigma-Aldrich) was used.
The total volume of medium in bioreactor was 10 mL, with a perfusion speed of 0.6 mL/min. Medium
was exchanged every 2–3 days according to the manufacturer’s instructions (Cellec Biotech). After 14
and 21 days of cultivation, scaffolds were removed from the bioreactor and analyzed.
2.3.3. Hoechst 33342 Staining
After removal from the bioreactor, constructs were rinsed in PBS, ﬁxed in 4% paraformaldehyde,
embedded in parafﬁn, cross-sectioned (5 μm thick), and deparafﬁnised using xylene and rehydrated
through a series of ethanol washes. To visualize the cell proliferation and distribution through the
cross section of the scaffolds, slides were stained with cell permeable nuclear stain Hoechst 33342
(Sigma-Aldrich). Prior to staining, all slides were permeabilized in 0.25% Triton x-100 (Sigma-Aldrich)
for 10 min, followed by washing in PBS. Slides were incubated with 1 μg/mL Hoechst for 1 min in the
dark and rinsed in PBS, followed by mounting in glycerol/PBS (1:1). Fluorescent staining of cell nuclei
was observed under ﬂuorescence microscope (Olympus BX51, Tokyo, Japan).
2.3.4. Histological Analysis
After removal from the bioreactor, constructs were rinsed in PBS, ﬁxed in 4% paraformaldehyde,
embedded in parafﬁn, cross-sectioned (5 μm thick), and stained with H&E (hematoxylin–eosin).
All sections were deparafﬁnised using xylene, and rehydrated through a series of ethanol washes
prior to staining. Detection of calcium in tissue sections was done using alizarin red S and von Kossa
staining. Slides were stained with alizarin red solution (2%, pH 4.4) for 2 min. For von Kossa staining,
slides were incubated with 5% silver nitrate solution in a clear glass coplin jar and placed under
UVB light emitting 312 nm (UVItec Ltd., Cambridge, UK) for 2.5 min. Unreacted silver was removed
with 5% sodium thiosulfate for 5 min. Mayer’s hematoxylin (Biognost, Zagreb, Croatia) was used as
counterstain for 10 min. All slides were dehydrated and mounted with resinous medium (Biognost).
Slides were observed under microscope (Olympus BX51).
2.3.5. Isolation of Total Cellular RNA and Real-Time Quantitative Polymerase Chain Reaction
(RT-qPCR) Analysis
Total cellular RNA was isolated using TRIzol reagent (Invitrogen, Carlsbad, CA, USA), according
to the manufacturer’s instructions. Brieﬂy, tissues were removed from the bioreactor as well as
undifferented hMSCs from 2D culture, were washed with cold PBS and homogenized in 1 mL of
TRIzol. Tissues from the bioreactor were homogenized with a mixer mill (Retsch, Haan, Germany),
while hMSCs were scrapped. After that, 200 μL of chloroform was added followed by centrifugation.
Isopropanol was used for RNA precipitation. The RNA concentration was determined by the
spectrophotometric method using a NanoVue (Thermo Fisher Scientiﬁc) at 260 nm. Total RNA was
treated with DNase I (Invitrogen, Carlsbad, CA, USA) to remove genomic DNA and 1 μg of total
RNA was reverse transcribed to cDNA using GeneAmp RNA PCR kit (Applied Biosystems, Waltham,
MA, USA) according to the manufacturer’s instructions. Reverse transcription was performed in the
thermomixer (Eppendorf, Hamburg, Germany) at the following conditions: 10 min at 20 ◦ C, 1 h at
42 ◦ C, 5 min at 99 ◦ C, and 5 min at 5 ◦ C. Relative expression of collagen (Coll), bone sialoprotein (BSP),
dentin matrix protein (DMP1), and osteocalcin (OC) were determined by RT-qPCR on the machine
7500 Fast Real-Time PCR System (Applied Biosystems, Foster City, CA, USA) using commercially
available primers (Sigma-Aldrich; Table 1) and Power SYBR Green Mastermix (Applied Biosystems).
Each reaction consisted of a duplicate in 96-well plates (ABI PRISM Optical 96-Well Plate; Applied
Biosystems). The PCR reaction was conducted under the following conditions: 10 min at 95 ◦ C for 1
cycle, 15 s at 95 ◦ C, and 1 min at 60 ◦ C for 40 cycles. The expression levels of osteogenic genes were
normalized to β-actin as housekeeping gene, and calculated using the ΔΔ Ct method.
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Table 1. Human primer sequences used for determination of gene expression levels by reverse
transcription-polymerase chain reaction analysis.
Primers

5 -

Sequences

Annealing Temperature (◦ C)

COL1A1

forward
reverse

GCTATGATGAGAAATCAACCG
TCATCTCCATTTCCAGG

61.1
61.6

IBSP

forward
reverse

GGAGACTTCAAATGAAGGAG
CAGAAAGTGTGGTATTCTCAG

57.9
56.4

DMP1

forward
reverse

CAACTATGAAGATCAGCATCC
CTTCCATTCTTCAGAATCCTC

58.8
59.3

BGLAP

forward
reverse

TTCTTTCCTCTTCCCCTTG
CCTCTTCTGGAGTTTATTTGG

60.8
59.3

2.3.6. Immunohistochemical Detection of Type I Collagen and Osteocalcin
Sections were deparafﬁnised, rehydrated, and then subjected to proteinase K (Proteinase K Ready
to use, Dako, Togo) antigen retrieval for 12 min at room temperature. Endogenous peroxidase activity
was blocked with 3% H2 O2 in PBS for 3–6 min. Nonspeciﬁc binding sites were blocked with 10% goat
serum (Dako) in PBS for 60 min at room temperature. Sections were then incubated with primary
antibody (anti-collagen I, Abcam, Cambridge, UK), diluted 1:400 or anti-osteocalcin (FL-100, Santa
Cruz Biotechnology, Dallas, TX, USA) diluted 1:50, respectively, with 1% goat serum in PBS, overnight
at 4 ◦ C. After washing, the signal was detected with EnVision Detection Systems Peroxidase/DAB,
Rabbit/Mouse (Dako), according to the manufacturer instructions. Hematoxylin was used as a
counterstain. Negative controls were processed in the same way with the omittance of primary
antibody. Human bone was used as a positive control. Slides were observed under phase-contrast
microscope (Olympus BX51).
2.4. Statistical Analysis
The experiments were performed in duplicate or more, therefore quantitative results were
represented as a mean value with standard deviation. Signiﬁcant difference between two groups
was determined by statistical analysis using one-way ANOVA test, with a p < 0.05 value as
statistically signiﬁcant.
3. Results
3.1. Scaffolds’ Microstructure
Microscopic analysis of a cross section of different scaffolds indicates a highly porous structure
with a visually assessed pore size of up to 200 μm (Figure 1). Comparing the microstructure of pure
chitosan scaffold (0% HA), the addition of HA causes alteration of ordered honeycomb-like pore
structure. It is not surprising to see such changes in microstructure, taking into account the differences
in solution viscosity and crystal size of hydroxyapatite of the different starting solutions. Likewise,
the precursors’ amount for corresponding hydroxyapatite fraction affects the ﬁnal pH value of the
composite solution, i.e., the solubility of chitosan that dictates the surface energy between the phases.
Shape and orientation of in situ HA crystals are changing by the increase of the HA amount, leading to
formation of so-called cauliﬂower morphology observed at 50% HA scaffold.
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Figure 1. SEM micrographs of cross section of different chitosan-hydroxyapatite (Cht-HA) scaffolds.
Pure chitosan scaffold shows smooth surface, while small crystals at the beginning of their growth were
found in scaffold with 10% of HA. Petal-like hydroxyapatite crystals are formed in 30% HA scaffold,
while cauliﬂower-like HA particles are homogeneously distributed in scaffold with 50% of HA.

3.2. Biological Evaluation of Construct (Grafts) Cultured in Perfusion Bioreactor
The regenerative medicine based on stem cell-scaffold culture has already been recognized
as a promising alternative for autologous grafts in orthopedic surgery. The capability of
differentiation into several cell lineages (osteoblasts, chondrocytes, adipocytes, tenocytes, and
myoblasts), immunosuppressive properties, and carrying a lower risk of malignant transformation,
makes mesenchymal stem cells more clinically applicable [25]. The presence of calcium phosphate,
mainly hydroxyapatite, in chitosan scaffold has shown to increase cell adhesion, proliferation,
alkaline phosphatase activity, protein’ adsorption, type I collagen production, and expression of
other osteogenic differentiation markers.
To evaluate how different HA fractions affected the cell behavior, such as the cell attachment, we
determined the number of attached hMSCs by counting the number of cells in the medium (unattached
cells) 24 h after seeding. High percentages of attached cells to scaffolds were conﬁrmed: 93% (±1.80%)
for 0% HA, 96.33% (±2.93%) for 10% HA, 91.83% (±1.04%) for 30% HA, and 96.67% (±1.15%) for 50%
HA, respectively.
To visualize the cell distribution through the cross section of the scaffolds, slides were stained
with cell permeable nuclear stain Hoechst. The cell number/mm2 within each graft was determined
after 21 days of dynamic culture by staining of cell nuclei (Figure 2A). The highest cell number/mm2
came from grafts seeded on composite scaffolds with 30% HA, while the lowest came from grafts
seeded on composite scaffolds with 50% HA (Figure 2B). The results indicate that a high percentage of
HA could have unfavorable effects on cell survival during 21 days of dynamic culture.
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Figure 2. Cell distribution through the cross section of different Cht-HA scaffolds after 21 days of
dynamic culture. (A) Fluorescence microscopic images of Hoechst stained cells on scaffolds composed
of 0% HA (a), 10% HA (b), 30% HA (c) and 50% HA (d), respectively. Human bone sample was used
as positive control (+ctrl). Representative images are shown at 100× magniﬁcation (n = 3). Scale bar
represents 100 μm. (e). (B) The cell number/mm2 within each Cht-HA scaffold. Signiﬁcant difference
between two groups (p < 0.05) is designated as (*).

3.2.1. Histological Analysis of the Grafts
Histological analysis of grafts was done after 14 and 21 days of dynamic culture by
hematoxylin-eosin staining. Figure 3 points out the signiﬁcant difference in the amount of newly
formed tissue on 30% HA scaffold with uniform cell distribution throughout the entire volume of
the graft. Taking a look on a large area of newly formed tissue on aforementioned scaffold (asterisk
designation on Figure 3), we can assume that this scaffold’s composition is a suitable environment for
hMSCs migration and growth after 14 days of culture.
Continued perfusion in culture has provided further extracellular matrix (ECM) synthesis,
especially for constructs seeded on 10% HA scaffold, while the pure chitosan constructs has remained
almost the same even after 21 days. It seems that the absence of hydroxyapatite not only inﬂuences the
osteoinductive properties of chitosan scaffold, yet also the surface properties for cell adhesion and
growth. Similar effects were detected on scaffolds with 50% of HA, as indicated by the weaker and
non-homogeneous staining. This result is in agreement with lower number of cells counted using
Hoechst staining.
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Figure 3. Histology of hMSCs cultured after 14 and 21 days. Hematoxylin-eosin staining of
hMSCs-scaffold constructs after 14 and 21 days of culture. Positive inﬂuence of 30% of hydroxyapatite
can be observed by large amount of newly-formed tissue with respect to the other scaffolds after
14 days of culture, designated by asterisk (*).

3.2.2. Quantitative Evaluation of Osteoinduction
The differentiation program of mesenchymal cells can be divided into three distinct stages
regulated by physiological signals and based on different markers expression: proliferation regulated
by vitamin D and glucocorticoids; extracellular matrix maturation characterized by alkaline
phosphatase activity and extracellular matrix mineralization followed by expression of osteocalcin.
Figure 4 represents relative expression of speciﬁc osteogenic genes on different
chitosan-hydroxyapatite scaffolds normalized by the gene expression of hMSCs cultured onto
2D surface, after 21 days of culture. Apart from the dexamethasone-based upregulation of some
osteogenic genes, the major impact of hydroxyapatite fraction could be visible at later stage of
hMSCs differentiation. Very high deviation of gene expression was found for scaffold with 10% of
hydroxyapatite which could be a result of non-homogeneous distribution of smaller in situ formed HA
crystals at such low fraction. On contrary, the higher expression of collagen type I, which prepare the
extracellular matrix for the onset of mineralization process, was found on 30% HA scaffold regarding
pure chitosan and 50% HA scaffold.
Osteocalcin is expressed immediately before the mineralization which categorized it as the
late stage marker for osteoblastic differentiation, along with BSP which is highly restricted to bone
and mineralized tissues [26]. Accordingly, poor mineralization follows the same trend as collagen
I expression, indicated by the lower expression of osteocalcin and BSP detected on scaffolds with
lowest and highest HA fraction (0% and 50%). DMP1 represents small integrin-binding ligand linked
glycoprotein which is critical for regular bone mineralization [27,28]. With exception of non-detectable
expression for 0% HA, all scaffolds did not exhibit signiﬁcant difference in DMP1 expression after
21 days of culture.
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Figure 4. Relative expression (RQ) of osteogenic markers after 21 days of dynamic human mesenchymal
stem cells (hMSCs) culture. The relative gene expression was analyzed by comparative cycle threshold
method (ΔΔ Ct) and the values were normalized to β-actin expression. Signiﬁcant difference between
two groups (p < 0.05) is designated as (*).

3.2.3. Immunohistochemical Staining of the Grafts
The production of type I collagen is one of the earlier events in MSC osteogenic differentiation [29],
and it is capable of stimulating MSC osteogenic differentiation through the activation of focal adhesion
kinase and extracellular signal-regulated kinase, even without additional ostoinductive factors [30].
Immunohistochemical analysis revealed weak positive staining of collagen I on all constructs after
14 days of culture, indicating early stages of osteoinduction (Figure 5), with the exception of intense
localized staining for scaffold with 10% HA. However, remarkably intense and homogeneous staining
of type I collagen is observed only on grafts with 30% of hydroxyapatite after 21 days, indicating
a greater amount of newly deposited ECM. Enhanced production and expression of collagen and
other early stage proteins, including alkaline phosphatase, set the extracellular matrix for initial
mineralization. At this point, osteoblasts begin to produce calcium that creates mineralized matrix.
Osteocalcin partially plays a role in the regulation of bone mineral deposition, thus its expression can
be used as an indication of mineralized matrix formation [31–34].
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Figure 5. Immunohistochemical examination of collagen I on different scaffolds after 14 and 21 days of
osteogenic induction. Brown color indicates positive staining. Weak staining is observed in samples
with 0% HA (a,c). Very strong staining was observed in scaffold composed of 30% HA after 21 days
of osteoinduction (k). Moderate staining for collagen I was shown for scaffolds composed of 10 and
50% HA (e,g,m,o), as well as for scaffold composed of 30% HA after 14 days of osteoinduction (i).
As negative controls (−ctrl of day 14 and −ctrl of day 21), sections were processed for each sample in
the absence of the suitable primary antibody (b,d,f,h,j,l,n,p). Human bone was used as a sample for
positive control (+ctrl) (q). Representative images are shown at 100× magniﬁcation (n = 3). Scale bar
represents 200 μm.

Immunohistochemistry staining of osteocalcin expression (Figure 6) is in agreement with gene
expression determined by RT-qPCR. Scaffolds with 0 and 50% showed insigniﬁcant staining after
21 days of culture as compared to the dark brown staining on 30% HA scaffold. Eliminating high
interference, weak brown color is detected on 10% HA scaffold, indicating a higher expression of later
stage marker with respect to scaffold with 0 and 50% of HA.
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Figure 6. Immunohistochemical staining with anti-ostecalcin. Brown color indicates positive staining.
Weak staining is observed in samples with 0% HA (a,c) and 50% HA (m,o). Very strong staining was
observed in scaffold composed of 30% HA after 21 days of osteoinduction (k). Moderate staining for
osteocalcin was shown for scaffold with 10% HA (e,g) as well as for scaffold 30% HA scaffold after
14 days of dynamic culture (i). As negative controls (−ctrl of day 14 and −ctrl of day 21), sections were
processed for each sample in the absence of the suitable primary antibody (b,d,f,h,j,l,n,p). Human
bone was used as a sample for positive control (+ctrl) (q). Representative images are shown at 100×
magniﬁcation (n = 3). Scale bar represents 200 μm.

Von Kossa and alizarin red S staining were used to characterize the bone nodule formation of
hMSCs after 14 and 21 days of dynamic culture. Although Von Kossa staining is nonspeciﬁc for
calcium ion, it is positive for its carbonate or phosphate precipitates [35], while in the presence of
calcium, the staining product of alizarin red S appears red.
Figure 7A,B show induced osteodifferentiation in Cht-HA composite scaffolds, which is signiﬁcant
in the later stage of cell culture. Localized bright staining of mineralized tissue was detected on 10%
HA scaffold after 14 days, followed by more intense staining after 21 days of culture. However,
mineralized bone nodules stained dark brown were clearly observed in 30% HA scaffold after 21 days,
accompanied by strong alizarin red S staining, indicating a greater amount of mineralized matrix.
On contrary, 50% HA scaffold exhibited signiﬁcantly weaker Von Kossa staining, indicating a poor
extracellular mineralization as prompted by the highest HA fraction.
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Figure 7. Assessing the mineralization of hMSCs grown in an osteogenic medium within different
scaffolds after 14 and 21 days. (A) Mineralization of the extracellular matrix with the presence
of calcium precipitates was visualized by staining with alizarin red S at days 14 and 21. Positive
staining for calcium is signiﬁed by red color; (B) detection of mineralization using von Kossa staining
(including hematoxylin counterstain). Positive staining for calcium phosphate is signiﬁed by brown
color. Representative images are shown at 200× magniﬁcation (n = 3) and the scale bars represent
100 μm, respectively. Scaffolds without hMSCs were used as negative controls (−ctrl). Representative
images of negative controls are shown at 100× magniﬁcation (n = 3) and the scale bars represent
200 μm.

4. Discussion
Numerous studies focusing on the importance of the preparation technique of potential bone
grafts have already been emerged [36]. The in situ synthesis of hydroxyapatite as an osteoinductive
inorganic component has been pointed out as a favorable method to reduce nonhomogeneity and
potential localized defects in the mechanical performance of the bone graft. The higher homogeneity
and better distribution preventing the agglomeration of hydroxyapatite within the sample is crucial
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in bioresorbability, inﬂuencing the local pH gradient of surrounding tissue and ﬁnally potential
immunological reactions.
Porosity, pore size, and the interconnectivity of scaffolds play a predominant role in cell seeding
and proliferation, ingrowth, and vascularization, and biomechanical properties of the scaffold during
tissue formation. In fact, those features impact the direction of tissue regeneration. High porosity
and pore interconnectivity dictate molecule diffusivity and ﬂuid conductance, especially during
tissue healing and integration [37]. Among the ﬁrst minimum recommended pore size for a scaffold
of approximately 100 μm [38], the following studies have shown better osteogenesis on scaffolds
characterized with pore sizes larger than 300 μm [39]. It has been shown that relatively larger pores
favor direct osteogenesis due to the easier vascularisation and high oxygen permeability, while smaller
pores result in osteochondral ossiﬁcation. However, the type of bone ingrowth depends on the
biomaterial features and the geometry of the pores. Even though large pores provide better neotissue
penetration, a certain upper limit of porosity and pore size should be considered from a mechanical
and biodegradation point of view. Microscopic scanning of prepared Cht-HA scaffolds revealed large
irregular pores of up to 200 μm, with good interconnectivity which has been maintained with different
HA fractions. Even though pore walls have been disrupted by the increased HA amount, the size of
non-deﬁned shape pores and high interconnectivity were maintained. Former studies reported that
dynamic cultures performed under stirring and perfusion ﬂow enhance mass transfer, stimulate the
cells hydrodynamically or mechanically, and positively inﬂuenced cell proliferation [40]. With high
porosity, scaffolds can provide unhindered media ﬂow during perfusion conditioning and good cell
exposure to the interstitial medium within the whole scaffold, resulting in higher seeding efﬁciency
and an even distribution of cells and newly-formed tissue.
Apart from the existing biomaterials, chitosan as a cationic polymer is extensively utilized in
combination with other inorganic ceramics, especially hydroxyapatite, for the further enhancement of
tissue regenerative efﬁcacy and osteoconductivity, while chitosan-hydroxyapatite composite materials
have exerted favorable bioactivity and bone-bonding ability [41]. Higher bioactivity of chitosan is
detected in the presence of hydroxyapatite by the increment of cell number on composite scaffolds.
This effect is shown to be limited by the HA fraction, according to the drastic decease of cells on the
50% HA scaffold. One of the important factors involved during cell adhesion and proliferation are the
surface properties of the scaffold, including hydrophilicity, surface composition, charge, roughness,
topography, etc. Despite bioactivity and biocompatibility, hydroxyapatite is bioresorbable under
physiological conditions. More exposed HA crystals observed on 50% HA scaffold under microscopic
scanning can impact the rate of HA resorption, i.e., the equilibrium rate between dissolution and
precipitation of apatitic crystals during cell culture. This equilibrium could impact local changes in the
pH of the medium affecting the cell adhesion and further survival [42]. Although cell seeding was
very high for all of the composites, measured by the quantity of detached cells after 24 h of seeding,
there is a possibility for cell detachment during culture provoked by the saturation of HA particles.
Consequently, lower amounts of remained cells would generate a lower expression of osteogenic genes
and poor osteogenesis.
Stem cells are regulated by physical and chemical factors localized in their extracellular
surroundings [43]. The MSCs differentiation to bone cells can be induced by exposing the cells
to a three-component cocktail of ascorbic acid, β-glycerophosphate, and synthetic steroid, namely
dexamethasone. The inﬂuence of hydroxyapatite as an osteoinductive component of artiﬁcial bone
graft has been investigated by numerous studies of hMSCs cell culture in osteogenic and basal
environments [44–47]. Our Cht-HA scaffold with 30% of HA has emerged with an abundant
accumulation of ﬁbrous collagen I, and osteocalcin detected by a very strong staining after 21 days of
dynamic culture, indicating its advanced osteoinductive potential by activating hMSCs differentiation
into osteoblasts.
During osteogenic differentiation, the cells begin to secrete calcium phosphate minerals, referred
as the mineralization phase. In this phase, the formation of bone nodule takes place, which is one

310

Polymers 2017, 9, 387

of the osteodifferentation markers. The extracellular mineralization is considered to be the strongest
indicator of osteoblast differentiation and osteogenesis [48]. Intense von Kossa staining in the 30%
HA scaffold after 21 days suggests that this microenvironment activates and promotes the production
of a mineralized matrix from the cells [49]. Such a high degree of mineralization could indicate an
environment conducive to osteogenesis [48].
Biomaterial’s inﬂuence on the hMSCs osteodifferentiation is greatly important, especially during
in vivo bone restoration. By choosing pertinent biomaterial’s composition, one could achieve
simultaneous bone formation and biomaterial’s degradation. We have demonstrated the existence
of a critical amount of osteoinductive components, namely hydroxyapatite, for a suitable allogeneic
graft development. Poor stem cell differentiation on 50% HA scaffold can be caused by lower number
of cells during culture. However, this study shows paramount inﬂuence of hydroxyapatite, not
only on osteoinductive properties, but also on cell-adhesive surface properties of artiﬁcial scaffold
as one of primary requirement. Preliminary results presented demonstrate the important impact of
hydroxyapatite fraction on hMSCs differentiation that can dictate future development of potential
bone substituent, with limitations at a higher HA amount. However, concerning the variability of
biological and technical sources, obtained data needs to be compared by additional dynamic cultures
of cells derived from different patients.
5. Conclusions
The chitosan-hydroxyapatite scaffolds represent a favorable microenvironment for tissue
penetration and ingrowth, as indicated by histological analysis of cultured grafts. Extensive inﬂuence
of hydroxyapatite on hMSC proliferation and osteoinduction can be observed by an emphasized
immunostaining of collagen type I and strong osteocalcin and calcium deposit staining on composite
scaffolds with 30% of HA, while a higher apatite fraction indicates poor mineralization of hMSCs
extracellular matrix. Despite a high percentage of attached cells (90–98%) under perfusion conditioning,
poor tissue ingrowth and weak osteogenesis was observed on pure chitosan and 50% HA scaffold,
pointing out that chemical composition of scaffolds is one of the dominant factors for good cell seeding
and growth. The evaluation of osteonduction markers highlights the impact of hydroxyapatite fractions
on osteogenesis, in terms of better ECM mineralization, as promoted by lower amounts (10–30%) of
the osteoinductive phase within chitosan-based scaffolds.
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Abstract: The novelty of this study is the addition of an ultrathin layer of nanostructured hydroxyapatite
(HA) on oxygen plasma modified poly(lactic–co–glycolic) (PLGA) membranes (PO2 ) in order to evaluate
the efficiency of this novel material in bone regeneration. Methods: Two groups of regenerative
membranes were prepared: PLGA (control) and PLGA/PO2 /HA (experimental). These membranes
were subjected to cell cultures and then used to cover bone defects prepared on the skulls of eight
experimental rabbits. Results: Cell morphology and adhesion of the osteoblasts to the membranes
showed that the osteoblasts bound to PLGA were smaller and with a lower number of adhered cells than
the osteoblasts bound to the PLGA/PO2 /HA membrane (p < 0.05). The PLGA/PO2 /HA membrane
had a higher percentage of viable cells bound than the control membrane (p < 0.05). Both micro-CT
and histological evaluation confirmed that PLGA/PO2 /HA membranes enhance bone regeneration.
A statistically significant difference in the percentage of osteoid area in relation to the total area between
both groups was found. Conclusions: The incorporation of nanometric layers of nanostructured
HA into PLGA membranes modified with PO2 might be considered for the regeneration of bone
defects. PLGA/PO2 /HA membranes promote higher osteosynthetic activity, new bone formation,
and mineralisation than the PLGA control group.
Keywords: guided bone regeneration; hydroxyapatite; PLGA; oxygen plasma treatment;
magnetron sputtering

1. Introduction
The use of physical barriers to prevent the invasion of gingival and connective tissue cells into bone
cavities during the healing process is called guided bone regeneration (GBR) [1]. Tissue engineering
enables the fabrication of membranes that mimic the structural properties of the original tissues,
providing stable support to the extracellular matrix [2]. The application of polymeric biodegradable
materials has become a common practice, however there is limited knowledge of the behaviour of
the osteoblastic cells in them [3,4]. Poly(lactic–co–glycolic) (PLGA) copolymers, of all of the existing
membranes, show good bone adhesion, vascularity, biodegradability and the ability of osteoblastic cells
Polymers 2017, 9, 410
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to grow on the surface of in vitro cultivations [5]. PLGA is known to be degraded by hydrolysis and
eliminated in the Krebs cycle in the form of carbon dioxide and water. Therefore, it is successfully used
as a biodegradable membrane in GBR. Its hydrophobicity and relative low cellular afﬁnity, however,
limit its choice [6].
As is well known, internal cellular organisation and orientation are controlled by focal adhesions.
These focal adhesions mediate the regulatory effects of adhesion of the extracellular matrix and the
distribution of actin-myosin fibres depending on surface properties [7]. Also, a substantial increase
in osteoblastic mitochondrial bioenergy is oriented to focal adhesions, which are formed during cell
adhesion and are constantly inserted and uninserted with the movement of the cell. Therefore, these focal
adhesions based on integrins serve as mechanosensors, converting the mechanical signals of the medium
into biological signals [8,9]. This scientiﬁc and biological evidence has allowed us to consider that the
induction of osteoblast cellular activity can be achieved by modifying the surface of a biomaterial.
One of the most effective processes for the modiﬁcation of PLGA polymer surfaces is the oxygen
plasma surface modiﬁcation [10]. The oxygen plasma treatment increases the polymer roughness and
introduces surface chemical functionalizations, stimulating the adhesion of osteogenic mediators and
cells and speeding up the membrane degradation [11]. Therefore, we may imply that the osteoinductive
capacity of the barrier could be optimised by adding ﬁne layers of nanocomposite particles, which
might promote the osteoblastic adhesion and induce a functional differentiation that enables the
formation of new bone [12,13].
A nanocomposite particle such as hydroxyapatite (HA) (of synthetic origin) may act as a membrane
surface modifier. HA has a composition and mechanical resistance similar to natural bone, as well
as osteoconductivity, osteoinductivity and biodegradability. Furthermore, medical products such as
screws, plates and cylinders made of this material have been shown to form a natural bond with
the bone in vivo [14]. Therefore, including HA within a biomaterial may allow us to regulate its pH,
preventing inﬂammatory reactions and inducing bone formation [15].
The novelty of this study is the addition of a thin nanostructured layer of HA by magnetron
sputtering on oxygen plasma modiﬁed PLGA foils (PO2 ) to evaluate the efﬁciency of the resulting
membranes in bone regeneration. The initial hypothesis was that modiﬁed PLGA membranes were
able to alter the potential for bone regeneration when compared to PLGA.
2. Materials and Methods
2.1. Preparation of the Membranes
Thirty 50 μm thick resorbable inert PLGA scaffolds based on poly(lactic–co–glycolic) acid were
fabricated using polycondensation (Institute of Materials Science, Seville, Spain). The membranes were
used to cover bone defects prepared on the skulls of eight experimental rabbits. After subduing the
membranes to cell culture to identify their viability, two groups of regenerative membranes (n = 4 each)
were prepared and tested for GBR processes: (1) PLGA (control) and (2) PLGA/PO2 /HA (experimental).
For the preparation of the control membrane, 10 mL of a solution of PLGA (PLGA pellets with a
copolymer ratio of 75:25 (lactic/glycolic acid) from Sigma-Aldrich Inc., St. Louis, MO, USA) in 1.5%
dichloromethane was prepared by evaporation of the solvent on a Teﬂon plate for 48 h in air at room
temperature obtaining a ﬁlm of suitable consistency and a thickness of about 50 μm [16]. Figure 1
shows a membrane preparation schematic, as well as the possible surface treatment with oxygen
plasma and the surface coating with hydroxyapatite.
The control group of PLGA membranes was characterised by X-ray photoemission spectroscopy
(XPS, ESCALAB 250Xi, ThermoFisher Scientiﬁc, Waltham, MA, USA) so that the following chemical
composition was registered on the membranes’ surfaces—54% carbon and 46% oxygen. The molecular
weight of the PLGA copolymer was 12 kDa. The PLGA was synthesised by means of the ring-opening
copolymerisation of two different monomers, the cyclic dimers (1,4-dioxane-2,5-diones) of glycolic
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acid and lactic acid. During polymerisation, successive monomeric units (of glycolic or lactic acid)
were attached to PLGA using ester linkages, thereby yielding linear, aliphatic polyester.

Figure 1. Manufacturing process of Poly(lactic–co–glycolic) PLGA membranes and subsequent surface
treatment and deposition of thin layers of hydroxyapatite.

Subsequently, the membranes of Group 2 were coated with bioactive layers of HA by excited
magnetron sputtering using a radiofrequency power of 50 W under an argon atmosphere at a pressure of
3 × 10−3 mbar [17]. Before deposition, the chamber was maintained at a base pressure of 1 × 10−6 mbar.
The sputtering deposition was carried out using a copper coating that was 3 mm thick and 46 mm
diameter white calcium phosphate. (HA) target (hydroxyapatite) was 4 mm thickness, 46 mm in
diameter and 99.9% purity (Kurt J. Lesker Company, Jefferson Hills, PA, USA). The target sample
distance was 10 cm and the deposition time was 40 min, obtaining a thickness of the coating of HA on
PLGA of around 15 nm.
2.2. Materials Characterizations
The surface chemical composition of the samples was analysed by X-ray photoelectron spectroscopy
(XPS) using an ESCALAB 210 spectrometer (Thermo Fisher Scientific, Waltham, MA, USA), operating
at constant pass energy of 20 eV. Nonmonochromatized Mg Kα radiation was used as the excitation
source. The atomic surface concentrations were quantitatively determined from the area of C1s, O1s, P2p
and Ca2p peaks. A Shirley-type background was subtracted, and the peak areas were corrected by the
electron escape depth, the spectrometer transmission and the photoelectron cross-sections.
Fourier transform infrared (FTIR) spectra were collected in a JASCO FT/IR-6200 IRT-5000
(Oklahoma, OK, USA) under vacuum conditions and specular reﬂectance mode.
The surface topography of the ﬁlms was characterised by noncontact atomic force microscopy
(AFM) with a Cervantes AFM system from NANOTEC (Feldkirchen, Germany) using commercial
noncontact AFM tips from MikroMasch (Wetzlar, Germany). The surface of the membranes was also
studied by scanning electron microscopy (SEM) in a Hitachi S4800 ﬁeld emission microscope (Tokyo,
Japan) of the coating of HA on PLGA of around 15 nm.
2.3. In Vitro Cell Cultures
The assays were performed using the human osteoblast line MG-63 acquired from the Center
for Scientiﬁc Instrumentation (CIC) at the University of Granada (Granada, Spain). The MG-63 line
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shows faster growth than the primary bone-forming lines but retains quite a few characteristics of
these, which makes it a good model in vitro.
Firstly, a control of mycoplasma contamination was performed by PCR to verify that the cells
were free of contamination. A method of detection by PCR (polymerase chain reaction) was used.
The amplification of a band of approximately 500 bp was performed according to the species—specific to
eight species of mycoplasma (M. hyorhinis, M. arginini, M. pneumoniae, M. fermentans, M. orale, M. pirum,
Acholeplasma laidlawii and Spiroplasma mirum)—using a single pair of oligonucleotides corresponding to the
16S RNA. PCR was performed by taking an aliquot of the conditioned medium from the cells in culture
after at least 48 h of culture [18,19]. MG-63 cells were cultured on control and experimental membranes.
For the determination of cell adhesion and osteoblast viability, osteoblasts were cultured on the
PLGA/PO2 /HA and the PLGA control membrane, in triplicate, planting 120,000 cells. At 24 h, the
cultures were analysed by microphotography of osteoblasts [20]. Previously, the cells had been fixed
with 70% ethanol for 5 min, as it was not possible to observe them without prior fixation. Bright-field
microphotographs were taken of each condition at 5×, 10× and 20× with the Axio Observer A1 inverted
microscope (Carl Zeiss). These images were also used to determine the average size of viable cells.
For the determination of the mitochondrial energy balance, the MitoProbe™ JC-1 Assay Kit
was employed. JC-1 is a membrane permeable dye widely used for determining mitochondrial
membrane potential in ﬂow cytometry and ﬂuorescent microscopy [21]. When mitochondria show
good functioning, the probe accumulates in the mitochondria and forms aggregates, which emit
in red (~590 nm). When the mitochondrial membrane potential decreases during cellular damage
phenomena, the emission of the ﬂuorescence turns green (~529 nm), decreasing the red/green ratio,
because of the passage to the monomeric form of the probe. Osteoblast cultures were performed on
the PLGA/PO2 /HA and PLGA control membrane in triplicate, planting 120,000 cells. The cultures
were analysed at 24 h. The observed red and green ﬂuorescence was due to the JC-1 probe, after a
30 min incubation of the cells in culture. Images were taken with the 40× and 20× lenses of the Axio
Observer A1 (Carl Zeiss, Oberkochen, Germany) ﬂuorescence microscope.
For the determination of osteogenesis and the morphology of adherent osteoblasts, one
staining was employed. This staining consisted of the use of phalloidin-TRITC—a ﬂuorescent
phallotoxin that can be used to identify ﬁlamentous actin (F-actin) [22]—along with the use of DAPI
(4 ,6-diamidino-2-phenylindole)—a nuclear and chromosome counterstain emitting blue ﬂuorescence
upon binding to AT regions of DNA cells attached to the different membranes for 24 h [23]. Osteoblast
cultures were performed on the PLGA/PO2 /HA and PLGA control membrane in triplicate, planting
120,000 cells. The cultures were analysed at 24 h. Cells were ﬁxed with 70% alcohol. Both techniques
were visualised at 20× with the ﬂuorescence microscope Axio Observer A1 (Carl Zeiss).
2.4. Animal Experimentation Specimens
Four white, New Zealand-breed experimentation rabbits with identical characteristics (age:
6 months; weight: 3.5–4 kg) were selected for the study and fed daily with rabbit-maintenance
Harlan-Teckland Lab Animal Diets (2030).
The surgical interventions were carried out at the Minimally Invasive Surgery Centre Jesús Usón
(CCMI, Cáceres, Spain). The experiment was developed in accordance with the guidelines of the US
National Institute of Health (NIH) and European Directive 86/609/EEC regarding the care and use
of animals for experimentation. The study also complied with the European Directive 2010/63/EU
about the protection of animals used for scientific purposes and with all local laws and regulations.
The researchers obtained the approval of the Ethics Committee of the Minimally Invasive Surgery Centre
Jesús Usón (CCMI, Cáceres, Spain). As required by the legislative framework, the minimum number of
animals was used for ethical reasons [24]. Comparable models have been published concerning the
histological and animal experimentation methods [6].
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2.5. Surgical Procedure
The surgical procedure followed the same methodology as previously described [1,6]. The animals
were immobilised, and their vital signs were checked. The anaesthesia used for induction was
intravenous midazolam (0.25 mg/kg) and propofol (5 mg/kg). For maintenance, the animals inhaled
2.8% inspired sevoﬂurane gas. Analgesia was provided with ketorolac (1.5 mg/kg) and tramadol
(3 mg/kg). After the rabbits were sedated and prepared, incisions between the bases of their ears and
between their eyes were made with a No. 15 scalpel blade. After the two incisions were connected
with an incision that coincided with the skull midline, a triangular ﬁeld was discovered. The epithelial,
connective, and muscular tissues were displaced using a Prichard periosteotome. The skull surface
was washed with a sterile saline solution, maintaining aspiration. Two bone defects (diameter: 10 mm;
depth: 3 mm) were created on the parietal bone, on each side of the skull midline, 3 mm apart, using
a trephine (Helmut-Zepf Medical Gmbh, Seitingen, Germany) mounted on an implant micromotor
operating at 2000 rpm under saline irrigation. The trephine had an internal diameter of 10 mm, a length
of 30 mm, and teeth of 2.35 mm. Because the defects were created in a symmetric fashion in relation to
the longitudinal axis of each rabbit skull, possible between-group variations in section thickness were
minimised. For each defect, the outer table and the medullary bone were completely removed with
piezosurgery, and the inner table was preserved to avoid damage to the brain tissue. The depth was
controlled with a periodontal probe. A randomly assigned membrane was used to cover each bone
defect. The randomisation sequence was generated using speciﬁc software (Research Randomizer,
V. 4.0, Urbaniak GC & Plous S, 2013) [2]. The PLGA ﬁbres of the barriers were also randomly oriented.
The membranes were ﬁxed with the ﬁbrin tissue adhesive Tissucol (Baxter, Hyland S.A. Immuno,
Rochester, MI, USA), which was placed on the bone rims adjacent to the defects. Proper adhesion
and limited mobility of the membranes were conﬁrmed when the ﬂaps were moved back to their
initial positions. Sutures were made on the following planes using resorbable material: periosteal
(4/0), sub-epidermal (4/0) and skin (2/0). Simple stitches were used as close as possible to the
edge. The wound was carefully cleaned with a sterile saline solution. Anti-inﬂammatory analgesia
(buprenorphine 0.05 mg/kg and carprofen 1 mL/12.5 kg) was administered. The animals were
sacriﬁced two months after surgery using an intravenous overdose of potassium chloride solution.
Samples were obtained from the skull of each specimen, cutting them in an anatomical sagittal plane.
After the brain mass was separated and the skull was washed with a sterile saline solution, the tissue
samples were cut and marked individually. The complete surgical sequence is shown in Figure 2.

Figure 2. Surgical procedures in model animal.
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2.6. Comparison of Bone Density (BoneJ)
The mean bone density of the surgical bone defect created and then covered with a random
membrane was assessed by micro computed tomography (micro-CT) [25].
To determine variations in bone density measurements due to manual positioning of sampling
cylinders, three cylinders of identical shape were positioned independently according to a central
localisation criterion within each lesion and to maximise the overlap with bony structures. Spheres
of 2 mm in diameter were placed in a rosette arrangement with a manually adjusted arrangement to
match the largest possible bone structure (Figure 3).

Figure 3. Microtomography study on animal skull.

The application of a binary threshold (intensity of pixels) enables us to deﬁne structures of
interest. For the initial test, a threshold value of 6500 was chosen for all samples. This value is probably
quite high and may lead to the detection of more individual trabecular structures while ignoring
structures with less density. Changes in this threshold can have signiﬁcant effects on the results
obtained. Bone image analysis in ImageJ can therefore be used to evaluate different properties of
the bone through a series of BoneJ plugins. The BoneJ plugin provides free, open-source tools for
trabecular geometry and whole bone shape analysis [26].
2.7. Histological Processing of Samples
The processing of samples followed the protocol previously described [27]. Cranial blocks from
containing ﬁxtures were retrieved and stored in a 5% formaldehyde solution (pH 7). The blocks were
retrieved from the regenerated bone defect using an oscillating autopsy saw (Exakt, Kulzer, Wehrheim,
Germany). The dissected specimens were immediately immersed in a solution of 4% formaldehyde
and 1% calcium and processed for ground sectioning following the Donath and Breuner method [28].
For histological staining and rapid contrast tissue analysis (Merck Toluidine Blue-Merck,
Darmstadt, Germany), a metachromatic dye was used to assess the percentage of new bone formation.
A 1% toluidine blue (TB) solution with a pH of 3.6 was chosen and adjusted with HCl 1 N. The samples
were exposed to the dye for 10 minutes at RT, rinsed with distilled water, and air-dried. The von Kossa
(VK) silver nitrate technique (Sigma–Aldrich Chemical Co., Poole, UK) was applied to visualise the
mineralised bone [6].
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2.8. Statistical Analysis
Means and standard deviations (SD) were calculated. The intraexaminer reliability was assessed
using the Kappa test. Since the Kolmogorov–Smirnov test demonstrated that the data were not normally
distributed, the Kruskal–Wallis test was run for post hoc comparisons. The level of significance was set
in advance at p ≤ 0.05 [6]. The Statview F 4.5 Macintosh software (Abacus Concepts, Berkeley, CA, USA)
was used for the analysis [2]. All the statistical probes applied in this study adhere to the requirements
for oral and dental research [29].
3. Results
The C1s spectrum of the bare PLGA consisted of three well-deﬁned bands at 284.6, 287.5 and
288.5 eV—these bands are attributed to C–C/C–H, C–O and C=O/COOH functional groups in the
polymer [30,31]. In addition, these membranes have a hydrophobic character demonstrated by a
contact angle with water of 99◦ [32]. The morphology of PLGA membranes is quite ﬂat, with an RMS
roughness value of less than 1 nm obtained by analysis of surface topography through atomic force
microscopy (AFM).
The membrane surfaces in Group 2 were first exposed to pure oxygen plasma for periods of 30 min
in a parallel plate capacitive RF reactor working at a pressure of 0.1 mbar. An RF power of 10 W was
applied to the top electrode and a self-induced negative bias voltage of 200 V was generated on the
bottom electrode, acting as sample holder. This treatment modifies the surface tension state, rendering
the PLGA membrane hydrophilic [33]. The treatment of PLGA substrates with oxygen plasma took
place at close to ambient temperatures (RT: 23.0 ± 1.0 ◦ C) and did not affect their structural integrity [33].
This process generates an engraving effect, improving the roughness of the surface and favouring the
adhesion of oxide layers to PLGA substrates. Figure 4 shows the macroscopic appearance of the PLGA
membranes before and after surface treatment with oxygen plasma. Additional information about the
PLGA membranes after and before the oxygen plasma treatments can be found elsewhere [1,2,30–33].

Figure 4. Scanning Electron Microscopy (SEM) images of the three steps of the membrane
modiﬁcation scheme.

Surface topography analysis also enables us to appreciate the considerable increase in surface
roughness of the PLGA membrane after exposure to oxygen plasma, with an RMS roughness value
greater than 300 nm, without affecting structural integrity. This was an intermediate step to enhance
the adhesion of the HA nanostructured ﬁlm [31].
A thickness of the coating of HA on PLGA around 15 nm and a RMS roughness coefﬁcient around
2 nm was obtained, as shown in Figure 5. Additionally, the AFM surface topography image of the
HA coating shows a smooth and uniform microstructure composed of grain-like features (Figure 5).
Fourier transform infrared spectroscopy (FTIR) has conﬁrmed the presence of phosphate functional
groups (Figure 6). In particular, the broad absorbance band at 1031–1042 cm−1 corresponding to
the (υ3 ) asymmetric vibration lines of (PO4 )3− group indicates an amorphous Ca–P structure [34].
Moreover, the study of the HA surface chemical composition by means of X-ray photoelectron
spectroscopy (Figure 7) enables identiﬁcation of the typical chemical states of the components in
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an ideal hydroxyapatite surface. Also, the estimated Ca/P ratio of 1.34 (see Table 1 with the atomic
composition percentages) is in good agreement with other quasi-stoichiometric HA structures obtained
by magnetron sputtering techniques in an inert atmosphere [35].

Figure 5. 1 μm × 1 μm AFM micrograph of the hydroxyapatite (HA) surface with a RMS roughness
coefﬁcient of 1.94 nm.

Figure 6. Fourier transform infrared (FTIR) spectrum of the HA coating.
Table 1. Atomic chemical composition percentages of the HA surface.
Atomic

C1s

O1s

Ca2p

P2p

Composition (%)

23.6

44.8

18.1

13.5
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Figure 7. High resolution XPS spectra of the HA surface: carbon C1s, oxygen O1s, phosphorus P2p
and calcium Ca2p regions. Guidelines mark the main functional groups.

The main study ﬁndings on cell cultures are shown in Table 2 and Figure 8. The results obtained
in relation to cell morphology and adhesion of osteoblasts to the membranes show that the osteoblasts
bound to PLGA were smaller in size and with a lower number of adhered cells, with fewer extensions
and ﬁlopodia than the osteoblasts bound to the PLGA/PO2 /HA membrane (p < 0.05). Also, it was
observed that the PLGA/PO2 /HA membrane had a higher percentage of viable cells bound than did
the PLGA control membrane (p < 0.05).
Table 2. Studied variables in vitro cell cultures.

Cell area (μm2 )
DAPI (nuclei area) (μm2 )
Probe JC-1 (red/green ratio)
Cells Viability (%)
Total cells (cells)

PLGA (Control)

PLGA/PO2 /HA (Experimental)

Statistical Signiﬁcance

288 ± 124
2.82 ± 2.0
1.69 ± 0.41
62.4 ± 6.2
2.1 × 105 ± 0.3

379 ± 110
2.55 ± 1.9
2.57 ± 0.09
78.2 ± 3.4
4.6 × 105 ± 0.4

p = 0.06
p < 0.05
p < 0.05

Quantiﬁcation by ﬂow cytometry of the JC-1 marker was used as a measure of mitochondrial
potential. The red/green ratio for the osteoblasts that adhered to the PLGA/PO2 /HA membrane
(2.57) was higher when compared to the PLGA control membrane (1.69), which would indicate a
better energy balance of the cells that adhered to the PLGA/PO2 /HA membrane, but no statistical
signiﬁcance was observed (p > 0.05) (Figure 8).
When determining the degree of osteogenesis and morphology of osteoblasts adhered by F-actin
staining and bright-ﬁeld images, it was observed that the PLGA/PO2 /HA membrane showed cells
with a larger area, although no statistically signiﬁcant differences were obtained (p > 0.05).
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Figure 8. (A) Microphotography of osteoblasts on the membranes of PLGA and PLGA/PO2 /HA;
(B) JC-1 Probe Marking Microphotography; (C) Staining with phalloidina-TRITC 50 μg/mL; (D) Staining
with DAPI. Bar in D-PLGA = 10 microns (same scale for all images). Images taken with the fluorescence
microscope Axio Observer A1 (Carl Zeiss).

When comparing the obtained data from the BoneJ trabecular analysis plugins, statistically
signiﬁcant differences were observed for numerous variables between the PLGA control membrane
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and the PLGA/PO2 /HA experimental membrane (p < 0.05). The data obtained from the bone density
analysis are summarised in Table 3.
Table 3. Bone J analysis plugins. (* p ≤ 0.05).

Bone density (HU)
Bone density (%)
Bone Surface (pixels 2 )
Mean trabecular thickness (pixels)
Max. trabecular thickness (pixels)
Bone volume (pixels 2 )
Total volume (pixels 2 )
Bone volume/Total volume
Euler characteristic
Maximum branch length (pixels)
Connectivity (mm−3 )
Number of branches (branches)
Number of junctions (junctions)
Number of end-point voxels (voxels)
Number of junctions voxels (voxels)
Number of slab voxels (voxels)
Average branch length (pixels)
Number of triple points (points)
Number of quadruple points (points)

PLGA (Control)

PLGA/PO2 /HA (Experimental)

969.51 ± 145.7
0.59 ± 0.08
5079.09 ± 1779.49
5.74 ± 1.24
9.13 ± 1.60
25,016.20 ± 9922.46
8,120,601.20 ± 16,432.30
0.003 ± 0.001
−34.05 ± 17.49
38.89 ± 7.55
35.25 ± 17.45
152.45 ± 83.62
77.45 ± 43.02
41.20 ± 23.63
180.45 ± 97.38
761.95 ± 434.86
8.87 ± 1.67
97.20 ± 40.15
17.45 ± 10.96

1036.71 ± 241.3
0.63 ± 0.14
11,049.51 ± 4304.57
6.29 ± 1.52
11.30 ± 1.75
45,526.20 ± 15,275.48
8,090,300.45 ± 17,742.30
0.005 ± 0.001
−74.55 ± 36.65
35.47 ± 12.38
75.75 ± 36.63
265.70 ± 109.02
139.70 ± 58.92
51.70 ± 17.78
323.70 ± 132.25
1269.95 ± 467.48
8.64 ± 1.62
53.450 ± 30.40
31.95 ± 14.74

Statistical Signiﬁcance

*
*
*
*
*
*
*
*
*
0.08
*
*
*
*

The histology analysis (Figure 9) only showed a statistically signiﬁcant difference for the
percentage of osteoid area in relation to the total area between the PLGA control membrane and
the PLGA/PO2 /HA membrane (Table 4).

Figure 9. Histology images. (A) Toluidine blue; (B) Von Kossa and (C) Fluorescence. Distance from
one side of the bone fragment to the other ≈35 mm. Left side is control (PLGA).
Table 4. Histomorphometric study (* p ≤ 0.05).

Bone height (μm)
Trabecular area (μm2 )
Trabecular perimeter (μm)
Number of trabeculae (trabeculae)
Fluorescence (μm2 )
Median trabecular area (μm2 )
Total trabecular area (μm2 )
Osteoid area (μm2 )
% Osteoid area/ Total area (%)
% Bone area von Kossa / Total area (%)
Mean trabecular width (μm)
% Bone area von Kossa / Total area (%)
Mean trabecular width (μm)

PLGA (Control)

PLGA/PO2 /HA (Experimental)

1718 ± 775
129,558.45 ± 619,632.90
1282.57 ± 2525.41
27.75 ± 18.81
12.43 ± 6.61
129,139.75 ± 618,508.04
235,428.77 ± 638,030.19
4369.21 ± 8129.87
0.0501 ± 0.0675
18.72 ± 12.27
98.19 ± 172.98
18.72 ± 12.27
98.19 ± 172.98

1729 ± 700
160,339.46 ± 654,020.23
1491.46 ± 2747.67
33.50 ± 33.40
14.11 ± 4.82
160,339.47 ± 654,020.24
186,611.42 ± 398,159.18
5974.17 ± 10,159.57
0.0854 ± 0.1172
17.63 ± 10.60
106.70 ± 191.84
17.63 ± 10.60
106.70 ± 191.84
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4. Discussion
Cells that depend on their adhesions and the interactions they have with the underlying substrate
structures and extracellular matrix maintain their functionality [36]. The underlying microenvironment
provides a means by which the cells move orient and differentiate to form different types of cells
and therefore tissues [37]. The structural and topographic characteristics of PLGA provide improved
adhesive potential and ability to migrate and bond at the cell-substrate interphase on osteoblasts [1].
Previous studies have shown that modifying PLGA membranes with oxygen plasma may improve
the degradation degree of the PLGA scaffold [2,6,10,38].
Other studies have found that HA increases the biodegradation rate of the membranes due to
higher hydrophilicity and neutralisation against acidic degradation products of PLGA, and it has
also shown excellent capabilities of calcium collection and bone-like apatite formation with great
osteoconductivity [14,39,40]. Therefore, both modiﬁer mechanisms might improve the degradation
of the barriers enhancing bone healing. In our study, the functionalised membranes with PO2 and
HA particles show a signiﬁcantly superior efﬁcacy for bone regeneration to the untreated barriers,
conﬁrming the initial hypothesis.
Over the past few decades, calcium phosphate (Ca3 (PO4 )2 ) ceramics have been widely used as
bone graft substitutes, mostly due to the similarity of their chemical composition with the mineral
phase of bone. Many types of calcium phosphates have been considered as biomaterials for bone
reconstruction in dentistry, orthopaedics and maxillofacial surgery due to the different behaviours
that each one exhibits in the living organism, including bioactivity, biodegradability and biological
response [41]. The bioactivity, degradation behaviour and osteoconductivity/osteoinductivity of
calcium phosphate ceramics generally depend on the calcium/phosphate ratio, crystallinity and phase
composition [42]. The synthetic HA (Ca10 (PO4 )6 (OH)2 ) shows good stability in the body, whereas
tricalcium phosphates (α-TCP, β-TCP, Ca3 (PO4 )2 ) are more soluble. BCP (a mixture of HA and β-TCP)
has intermediate properties depending on the weight ratio of stable/degradable phases. Therefore,
the dissolution rate decreases in the following order: α-TCP > β-TCP > BCP > HA [42]. Due to
their nature, Ca3 (PO4 )2 ceramics also exhibit high biocompatibility and ability to bind with bone
tissue under certain conditions—however, given their fragility, their clinical applications have been
limited to non-carrier or low-load parts of the skeleton [43]. In fact, it is thought that nanoparticles of
hydroxyapatite (nHA) are one of the most promising bone graft materials due to their ability to mimic
the structure and composition of natural bone [44]. The HA used in this study is a synthetic material
of the same composition as the HA present in the human organism Ca5 (PO4 )3 (OH). Synthetic HA as a
material for GBR has a long history of use, and its results are excellent [45]. Almost all materials or
scaffolds used in GBR base their composition on HA, the main component of mineralised connective
tissue [46].
In vitro cell cultures in our study showed osteoblasts with a larger size, a higher number of
adhered cells with more extensions and ﬁlopodia, and a higher percentage of viable cells bound to the
PLGA/PO2 /HA membrane (p < 0.05). These results are consistent with those of previous published
studies, obtaining an improved in vitro mineralisation and in vivo osteogenesis capacity of composite
scaffolds with an increase in both the viability and proliferation rate of cells [5,14].
In this study, all surgical procedures of bone extraction and membrane placement were performed
by two surgeons. During the procedure, the membranes’ stabilities were guaranteed and did not show
any displacement after implantation. The implanted biomaterial was well tolerated by the surrounding
soft tissues and no evidence of necrosis, allergic reactions, immune reactions or incompatibility was
observed after two months.
Both micro-CT and histological evaluations conﬁrmed that the PLGA/PO2 /HA membranes
enhance bone regeneration. Our results agree with those of other previously published studies,
where they even observed the formation of new cortex and recanalisation of the marrow cavity via
inspection [15].
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5. Conclusions
Within the limitations of this study, the following conclusions may be drawn:
(1)

(2)

(3)

We have veriﬁed the incorporation of nanometric layers of nanostructured HA ﬁlms into PLGA
membranes modiﬁed with PO2 are effective for the regeneration of bone defects when applied
to skull defects in an animal model. We have veriﬁed the incorporation of nanometric layers
of nanostructured HA ﬁlms into PLGA membranes modiﬁed with PO2 . These membranes
showed good potential for the regeneration of bone defects when applied to skull defects in an
animal model.
Compared to the untreated PLGA barriers, PLGA/PO2 /HA membranes promote higher
osteosynthetic activity, new bone formation and mineralisation levels that are comparable to
those of the original bone tissue.
Further investigations of the new membranes in humans are required to develop new techniques
that might improve the aesthetic and functional features of future restorations.
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Abstract: The construction of multilayered ﬁlms with tunable properties could offer new routes
to produce biomaterials as a platform for 3D cell cultivation. In this study, multilayered ﬁlms
produced with ﬁve bilayers of chitosan and alginate (CHT/ALG) were built using water-soluble
modiﬁed mesyl and tosyl–CHT via layer-by-layer (LbL) self-assembly. NMR results demonstrated the
presences of mesyl (2.83 ppm) and tosyl groups (2.39, 7.37 and 7.70 ppm) in the chemical structure of
modiﬁed chitosans. The buildup of multilayered ﬁlms was monitored by quartz-crystal-microbalance
(QCM-D) and ﬁlm thickness was estimated using the Voigt-based viscoelastic model. QCM-D results
demonstrated that CHT/ALG ﬁlms constructed using mesyl or tosyl modiﬁcations (mCHT/ALG)
were signiﬁcantly thinner in comparison to the CHT/ALG ﬁlms constructed with unmodiﬁed
chitosan (p < 0.05). Adhesion analysis demonstrated that human adipose stem cells (hASCs) did not
adhere to the mCHT/ALG multilayered ﬁlms and formed aggregates with sizes between ca. 100–200
μm. In vitro studies on cell metabolic activity and live/dead staining suggested that mCHT/ALG
multilayered ﬁlms are nontoxic toward hACSs. Multilayered ﬁlms produced via LbL assembly
of ALG and off-the-shelf, water-soluble modiﬁed chitosans could be used as a scaffold for the 3D
aggregates formation of hASCs in vitro.
Keywords: layer by layer assembly; chitosan; alginate; cytotoxicity; multilayered ﬁlm; adhesion; 3D
culture; spheroid

1. Introduction
Mesenchymal stem cells (MSCs), which are capable of self-renewal and multilineage
differentiation, are becoming increasingly important for the development of cell therapeutics in
regenerative medicine. Adipose-derived stem cell (ASC) represents a very attractive cell type of
MSCs that are easily accessible, abundant and rich source of adult stem cells [1]. ASCs are able
to self-replicate and can differentiate into osteogenic, adipogenic, and chondrogenic lineages under
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speciﬁc conditions [2]. These potentials, along with their easy accessibility, made ACS a good candidate
for many cell-based therapies. The stem cell niche and its microenvironment have important effects on
the function and biology of stem cells [3]. For example, the cellular phenotype and biological response
of cells are different in a monolayer and 3D culture [4]. Approaches providing a 3D culture environment
are becoming popular for cell cultures because they mimic in vivo condition. It was demonstrated that
aggregates of bone-marrow-derived MSCs could have therapeutic potential [5,6]. ASCs could represent
an ideal candidate for a 3D culture of MSCs because of their abundant autologous cells and the ease
of their access. Different techniques, such as non-adherent culture condition, nutrient deprivation,
air–liquid surface, spinner ﬂask and hanging drop, have been used to form 3D spheroids [4,6,7].
The layer-by-layer (LbL) deposition of materials by electrostatic assembly has often been
used to modify the surface of several materials [8–10]. This technique has seen application in
the construction of nanostructured and easily tailorable two-dimensional and three-dimensional
self-standing structures [11]. Due to its compatibility with the construction of highly organized
materials and its high versatility, the LbL deposition method was used for the building of new
biomaterials and has seen promising applications in biological ﬁeld [11,12].
Developing a natural-based multilayer ﬁlm with tunable size and properties has many
applications in the healthcare ﬁeld [11]. A wide plethora of synthetic and natural origin polyelectrolytes
were used as building blocks for LbL construction [13–15]. The use of synthetic polymers allows precise
control of the polymers’ physicochemical properties, such as molecular weight, while working with
low batch-to-batch variation. Moreover, the properties of the polymers may be controlled to withstand
a large range of processing parameters, including ionic strength and pH values of assembly, and their
chemical modiﬁcation is usually easily achievable. The main reason for the great potential shown
by natural-origin polymers in the biomedical ﬁeld is their chemical similarity with the native animal
extracellular matrix (ECM) [16,17]. Moreover, a great part of such polymers shows a biodegradable
behavior and, importantly for electrostatic-driven LbL assembly, most of them are ionizable (i.e., they
are polyelectrolytes) [18].
Polysaccharides are an interesting type of polymers found in nature. They often allow high degrees
of hydration, are biocompatible, and are often biodegradable [15,16,19,20]. Polysaccharides extracted
from marine sources are a particular case of these polymers [16,21], which have seen application in
the construction of LbL ﬁlms. Alginate (ALG), chitosan (CHT), chondroitin sulfate and carrageenans
are examples of polysaccharides that have found an application in the construction of nanostructured
coatings in two-dimensional materials, self-standing micrometric membranes and three-dimensional
structures as hollow tubes, capsules for drug release or cell encapsulation, and scaffolds [22–26].
This array of works supported the wide applicability of such polyelectrolytes, and enhanced their
added-value, by incorporating these materials in high-end technological approaches.
ALG and CHT are two marine-origin polysaccharides with high applicability in the development
of biomaterials. ALG is extracted from brown algae and regularly used for cell encapsulation as it
is well-known for its lack of cell toxicity [27,28]. CHT is a cationic polyelectrolyte which may be
extracted from different sources including shells of crustaceous. Its popularity in the biomedical ﬁeld
is related with its immunological, antibacterial and wound healing properties [29]. Moreover, CHT
shares structural similarities with many Glycosaminoglycans (GAGs) present in native ECM [30]. The
chitosan/alginate (CHT/ALG) polyelectrolyte pair has been used to construct LbL-based coatings on
several materials [31] and a wide plethora of self-standing structures [11,32,33]. The nanostructured
multilayered ﬁlms obtained from the LbL assembly of CHT/ALG polymers are well-characterized
regarding thickness variations, permeability to gases and glucose, mechanical properties and cellular
response [23]. Importantly, the properties of this system can be modulated by varying LbL deposition
conditions including pH, during deposition, and ionic strength. The ﬁlms may also be post-processed
by the chemical or ionic crosslinking of both components, which affects some system’s properties,
including their mechanical performance and ability to sustain cell adhesion [23,24].
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The application of multilayered ﬁlms using LbL deposition of CHT/ALG in biological ﬁled is
limited because it requires the use of acidic pH values due to the insolubility of CHT in water, at the
neutral pH. Martins et al. [34] suggested the use of a water-soluble, commercially available chloride-salt
chitosan to prepare CHT/ALG ﬁlms via LbL assembly in water-soluble conditions, at a neutral pH in
order to extend the application of CHT/ALG ﬁlm in biological ﬁelds. Although that work opened
up the possibility of processing CHT/ALG ﬁlms in water-soluble conditions, the modiﬁcation of
CHT with an inorganic salt limits the use of characterization methods, such as NMR, for the full
characterization of the modiﬁed chitosan. As an example, the presence of the pick of inorganic salt of
CHT in NMR spectra interferes with the detection of the degree of substitution of CHT.
In the current work, we suggest the use of multilayered ﬁlms produced by LbL assembly
of mCHT/ALG for spheroid formation of hACSs. Therefore, two chitosan derivatives, prepared
by chemoselective functionalizing as an amino group of parent chitosans, were used as cationic
polyelectrolyte for LbL construction of multilayered ﬁlms. Two different synthetized modiﬁed
chitosans (mCHT) with mesyl and tosyl organic salts were obtained. These modiﬁcations conferred
chitosan with water and organic solvent (e.g., dimethyl sulfoxide) solubility [35]. Moreover, the use of
organic medium resulted in a well-controlled and regioselective modiﬁcation leading to homogenous
products that the degree of modiﬁcation of CHT could be monitored by NMR. We hypothesized
that the modiﬁcation of chitosan with organic salts, due to their chemistry or size, could tailor the
properties of the LbL ﬁlms. This strategy would allow working with off-the-shelf water-soluble
chitosans that could be selected prior to the ﬁlm deposition according to the desired properties of the
ﬁlm, such as its thickness and viscoelasticity. Though chemoselective functionalizing of chitosan was
reported previously for different purposes [36,37], the current work demonstrated the possibility to
construct LbL multilayer ﬁlms and to tailor its thickness and viscoelastic properties using water-soluble
modiﬁed chitosan with organic salt and alginate polymers for the ﬁrst time, to the knowledge of the
authors, as a supporting scaffold for the 3D culture and aggregate production of hASCs. This approach
could be interesting for the immediate adaptation of the properties of the ﬁlms by maintaining their
processing conditions, while simply adjusting the type of chitosan used for their construction, in a
user-friendly approach.
2. Materials and Methods
2.1. Chitosan Puriﬁcation, Modiﬁcation and Analysis by 1 H NMR
CHT of medium molecular weight (MMW–CHT, MW = 190−310 kDa, 75–85% degree of
deacetylation, viscosity 200–800 cP) was purchased from Sigma-Aldrich (St. Louis, MO, USA). CHT
was puriﬁed by a sequential ﬁltration and precipitation steps in distilled water, sodium hydroxide and
ethanol, as described previously [38], followed by freeze-drying. It was then grounded and stored as a
powder until further usage.
Chitosan derivatives were obtained by chemoselective functionalizing as an amino group of parent
chitosans. In this work, two organic acids were used to modify the chitosan according to a previously
reported method [37]. The result of chitosan modiﬁcation with these organic acids, methanosulfonic
and p-toluenosulfonic acids, were mesyl–CHT and tosyl–CHT, respectively (Scheme 1). Brieﬂy,
methanosulfonic acid or p-tolunesulfonic acid monohydrate was added (1:1), drop-by-drop at 10 ◦ C,
to a suspension of pre-puriﬁed MMW–CHT until clear homogeneous solutions were obtained. The
solutions were then stirred for 2–4 h (10 ◦ C) then washed several times with acetone, to precipitate the
salts, and diethyl ether and then, dried in a vacuum oven at 25 ◦ C for 8 h. Before use, the materials
were dissolved in distilled water and freeze-dried. The corresponding salts (mesylates and tosylates),
which derived from organic acid, was detected by 1 H NMR (Bruker Avance III operating at 400 MHz,
Billerica, MA, USA) through the peaks of the organic anion. To perform NMR analysis, the samples
were prepared in D2 O in the concentration range of 10–15 mg/mL. All the reagents and solvents (p.a.
quality) used in the preparation of mCHTs were purchased from Sigma.
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Scheme 1. Chemical structure of mesyl–chitosan (CHT) (A) and tosyl–CHT (B).

2.2. Construction and Characterization of mCHT/ALG Multilayered Films by Quartz-Crystal Microbalance
Alginic acid sodium salt from brown algae (Sigma-Aldrich, St. Louis, MO, USA ref. 71238) was
dissolved in a solution of NaCl (0.15 M, Sigma) to obtain a ﬁnal 0.1% (w/v) alginate solution. Solutions
of mesyl–CHT and tosyl–CHT (all at 0.1% w/v) were obtained by dissolving the mesyl–CHT and
tosyl–CHT in a solution of NaCl (0.15 M). A solution of unmodiﬁed chitosan (here, normal–CHT)
at a concentration of 0.1% (w/v) was obtained by dissolving normal–CHT in 1% (v/v) acidic acid
(Sigma) followed by the addition of NaCl to a ﬁnal concentration of 0.15 M. The pH of all solutions
was then adjusted to 5.5 using 2 M NaOH and 1% (v/v) acetic acid. Laser doppler electrophoresis is
often used to measure the magnitude of the charge of colloidal suspensions, but is also appropriate to
determine the polycationic and polyanionic behavior of solubilized polymeric materials. Therefore,
the zeta (ζ)-potential values of solutions were measured using Nano-ZS (Malvern, Worcestershire,
UK), at 25 ◦ C.
Deposition of CHT/ALG multilayers on the gold-coated crystals was monitored by a Q-Sense
E4 quartz-crystal microbalance (Q-Sense AB) with dissipation monitoring system [39]. Brieﬂy, AT-cut
quartz crystal was excited at 5, 25, 35 and 45 MHz (fundamental frequency, 5th, 7th, and 9th overtones,
respectively). The initial crystal cleaning was performed in an ultrasound bath at 30 ◦ C followed
by immersion in acetone, ethanol and isopropanol. Starting with CHT solution, deposition of
polyelectrolytes took place at a constant ﬂow rate of 50 mL/min, 25 ◦ C and pH 5.5 for 22 min.
Following the deposition of each polyelectrolyte, a rinsing step with NaCl (0.15 M) at pH 5.5 for 12 min
was performed. Changes in frequency (ΔF) and dissipation (ΔD) were monitored in real-time.
2.3. Estimation of the Film Thickness and Properties
The ﬁlm thickness was estimated using the Voigt-based viscoelastic model [40], integrated in
QTools (version 3.1.25.604) provided by Q-Sense (Biolin Scientiﬁc, Gothenburg, Sweden). The model is
represented by Equations (1) and (2).

 2

ηj ω2
η
η3
1
+ ∑ h j ρ j ω −2h j 3
(1)
ΔF ≈ −
2πρ0 h0 δ3 j=k
δ3
μ j 2 + ω2 ηj 2
ΔD ≈

1
2π f ρ0 h0

 2
μj ω
η3
η
+ ∑ [2 h j 3
δ3 j=k
δ3
μ j 2 + ω2 ηj 2

(2)

In Equations (1) and (2), ρ0 and h0 are the density and thickness of the quartz crystal, k represents
total number of thin viscoelastic layers, η 3 is the viscosity of the bulk liquid, δ3 is the viscous penetration
depth of the shear wave in the bulk liquid, ρ3 is the density of liquid, μ is the elastic shear modulus of
an over layer, and ω is the angular frequency of the oscillation. Estimations were made considering a
ﬁxed solvent viscosity of 0.001 Pa (the same as for water) and ﬁlm density of 1200 kg/m3 . The density
of solvent was changed, by trial and error, between 1000 and 1015 kg/m3 until the total error, χ2 , was
minimized. Three overtones (5th, 7th and 9th) were used for the calculations.
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2.4. Human Adipose Stem Cell (hASC) Culture
To evaluate the biological performance of CHT/ALG multilayered ﬁlms, cell culture studies were
performed using hASCs. Human abdominal subcutaneous adipose tissue samples were obtained after
informed consent from patients undergoing lipoaspiration procedure. The retrieval and transportation
of the samples has been performed under a valid cooperation protocol established on 12 February
2007 by the 3B’s research group and the Hospital da Prelada (Porto, Portugal), which is approved by
the ethical committees of both institutions, and does not have an associated number. This protocol
contains all guidelines to retrieve, transport and discard biological samples in accordance with National
and European recommendations, which include the signature of an Informed consent form and a
standard anonymization procedure for all samples. Isolation and process of samples were carried
out within 24 h after surgical procedure according to a protocol previously established [41]. Isolated
cells were cultured under basal condition, using minimum essential alpha medium (α-MEM, Sigma),
supplemented with 10% (v/v) fetal bovine serum (FBS, ThermoFisher Scientiﬁc, Waltham, MA, USA)
and 1% (v/v) penicillin-streptomycin, until maximum passages of three. Cell culture medium was
changed 48 h after initial plating and every 3 days thereafter.
2.5. Preparation of Multilayered Films for Cell Culture Studies
Glass surfaces (1.0 cm2 ) were prepared from coverslips (Fisher Scientiﬁc) as substrates to build
normal, mesyl and tosyl–CHT/ALG multilayered ﬁlms. Glass surfaces were kept inside six-well plates
(Falcon, Corning, NY, USA) and covered by solutions of CHTs and ALG (all 0.1% in aqueous solution
with NaCl 0.15 M). LbL assembly started with CHTs solution deposition and followed by ALG solution
deposition (each layer with 22 min deposition time), in a sequential manner with intermediate washing
step (10 min) with NaCl (0.15 M) to prepare ﬁve bilayers of ﬁlms.
To study the cytotoxicity and effect of the direct contact of mCHT layer with hASCs, an additional
layer of CHTs was deposited on top of ﬁve bilayers of CHT/ALG ﬁlms via LbL technique. Samples
were sterilized for subsequent cell culture using exposure to UV (1 h).
2.6. Cytotoxicity and Viability Analysis
Glass substrates coated with mesyl, tosyl and normal–CHT/ALG multilayered ﬁlms, prepared
according to the previous section, were used for viability and cytotoxicity testing according to ISO
10993-5 guidelines similar to the method described elsewhere [42]. Samples were incubated in triplicate
in 2 ml α-MEM with 10% (v/v) FBS and 1% (v/v) penicillin-streptomycin in six-well plates at 37 ◦ C,
5% CO2 , and fully humidiﬁed air for 3 days. The resulting mediums, enriched in lixiviates potentially
released from the multilayer ﬁlms, was used for cytotoxicty and viability studies. Therefore, hASCs
with an initial density of 8 × 104 cells/cm2 was cultured in resulting medium, in 24-well plates, for
3 days. Metabolic activity of cultured cells was determined using a MTS Cell Proliferation Assay
Kit (Abcam, Cambridge, UK) at three time points (days 1, 2 and 3). The results were normalized to
the negative control (fresh α-MEM with 10% (v/v) FBS and 1% (v/v) penicillin–streptomycin) for
cytotoxicity analysis and compared to the positive control medium pre-incubated with latex.
Cell viability was assessed by incubating hACSs, pre-cultured in 24-well plates with resulting
mediums for 3 days, with a live/dead assay at three time points (day 1, 2 and 3). In brief, the hASCs
were incubated for 15 min with 150 μL of calcein AM (Invitrogen, Carlsbad, CA, USA) solution (2 μL
calcein/mL DMEM without phenol red) and 150 μL of propidium iodide (PI, Invitrogen, Carlsbad,
CA, USA) working solution (2 μL PI stock solution, 1 mg/mL in distilled water) and ﬁnally rinsed
with PBS. The cells were then immediately visualized in the dark by ﬂuorescence microscopy (Axio
Imager Z1m, Zeiss, Oberkochen, Germany).
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2.7. Cell Adhesion Studies on mCHT/ALG Multilayered Film
Cell morphology and adhesion were assessed according to the protocol previously reported [43].
Brieﬂy, a cell suspension of hASCs (106 cells/mL) was prepared using Tryple Express
(ThermoScientiﬁc). Cell suspensions (passage 3–5) with the density of 2.0 × 104 cell/cm2 were
cultured on top of glass surfaces pre-coated with ﬁve bilayers of CHT/ALG ﬁlms using α-MEM
supplemented with 10% (v/v) FBS and 1% (v/v) penicillin-streptomycin in humidiﬁed atmosphere
(37 ◦ C, 5% CO2 ). After 24 h, culture medium was removed, samples were washed with PBS and
incubated with 10% of formalin at room temperature (RT) for 1 h. Samples were washed with PBS and
incubated with 0.1% Triton X for 5 min at RT to permeabilize cells. Samples were washed again with
PBS and solutions of 4,6-Diaminidino-2-phenylindole-dilactate (DAPI, 20 mg/mL, Sigma-Aldrich) and
phalloidin tetramethylrhodamine B isothiocyanate dyes (phalloidin, 10 mg/mL, Sigma-Aldrich) were
added to the samples to stain the nuclei and cytoskeleton F-actin of the hASCs, respectively. After 1 h
at RT and protected from light, cells were washed three times with PBS and immediately visualized in
the dark condition by reﬂected light ﬂuorescence microscopy (Axio Imager Z1m, Zeisss, Oberkochen,
Germany) to assess cellular adhesion, and morphology.
2.8. Statistical Analysis
Statistical analysis was performed by use of IBM SPSS statistics (v. 20, Chicago, IL, USA) with the
use of Mann–Whitney U analysis. Differences in results were considered statistically signiﬁcant at a
value of p < 0.05. Results are presented as a mean ± standard deviation (SD).
3. Results and Discussion
3.1. Synthesis and Characterization of the Mesyl–CHT and Tosyl–CHT
The NMR characterization of mesyl–CHT polymer demonstrated that a peak corresponding to
the mesyl group appears at 2.83 ppm as a singlet (Figure 1A) which is in line with results previously
described [37]. In the spectrum of the tosylated deriavative, the peaks of the aromatic ring are present
at 2.39, 7.37 and 7.70 ppm (Figure 1B). These results conﬁrm chemoselective modiﬁcation of chitosan
with mesyl and tosyl groups. The results also demonstrated that water solubility can be obtained by
modiﬁcation of chitosan with mesyl and tosyl groups.
Since CHT and ALG polyelectrolytes are only partially charged at moderate pH near their pKa s,
working pH and ionic strength are expected to inﬂuence ﬁlm growth and properties. In this work,
the pH of CHT was adjusted to 5.5, below its pKa value of 6.5 [44], to ensure its performance as a
polycation. ζ-potential values show the cationic nature of normal and modiﬁed CHTs, as well as the
anionic nature of ALG (Table 1) in aqueous solution with 0.15 M NaCl (pH = 5.5). This ensures the
existence of electrostatic interactions between CHTs and ALG in order to build LbL ﬁlms. The charge
sign is the same for all chitosans, thus the modiﬁcation does not change the polycationic character
of this polysaccharide. Nonetheless, the results obtained herein provide a qualitative indication that
the magnitude of the electrostatic density among normal and modiﬁed chitosans was not affected
pronouncedly (Table 1).
Table 1. ζ-Potential values of CHT (0.1%) and ALG (0.1%) in aqueous solution with 0.15 M NaCl
(pH = 5.5).
Polyelectrolyteolyte

ζ-Potentialtial

Normal–CHT
Mesyl–CHT
Tosyl–CHT
Alginate

+20 ± 1.3
+22.3 ± 1.6
+19.8 ± 1.1
−28.6 ± 1.7
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Figure 1. NMR characterization of mesyl–CHT (A) and tosyl–CHT (B). Peaks of mesyl (2.83 ppm) and
tosyl groups (2.39, 7.37 and 7.70 ppm) are highlighted by arrows.

3.2. LbL Build-Up of mCHT/ALG Multilayered Films at pH = 5.5
mCHT and ALG were deposited in a sequential way to build multilayered ﬁlms. Cationic
solutions of mCHTs were deposited on the surface of a gold-coated quartz crystal (negatively
charged) and subsequently anionic solution of ALG was deposited in a similar way, with an
intermediate washing step using 0.15 M NaCl buffer. Electrostatic interactions between cationic–anionic
polyelectrolytes ensures the LbL buildup of multilayered ﬁlms.
The LbL assembly of the CHT and ALG was monitored by a quartz microbalance with
dissipation monitoring (QCM-D). QCM-D analysis proved the effective interaction between the two
polyelectrolytes, chitosans and alginate, at pH 5.5. Therefore, it can be said that the assembly of mCHT,
and normal-CHT with ALG resulted in the construction of multilayered polymeric ﬁlms. Alginate, as
a polyanion, interacts with the positively charged chitosan. It is assumed that the carboxylate moieties
on alginate ionically interact with the protonated amine groups on chitosan to form a matrix.
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The frequency of QCM-D crystal decreases by the deposition of a thin ﬁlm. The decrease in
frequency (ΔF) is proportional to the mass of the ﬁlm when the ﬁlm is thin and rigid. However, this
relation is not valid once a soft ﬁlm is constructed as a result of the deposition of a polymeric material.
In this situation, the energy stored in each vibrational cycle is lost and changes in dissipation (ΔD)
represent a typical viscoelastic behavior. Frequency (ΔF) and dissipation (ΔD) variations normalized
to the 5th overtone during the construction of 5 bilayers are shown in Figure 2A. The decrease in
frequency observed after the adsorption of each successive layers of polyelectrolytes suggests that
there was a gradual growth of the polymeric ﬁlms, using normal and modiﬁed chitosans. In general,
dissipation values increased with time, revealing that the ﬁlms are not rigid and can dissipate energy,
evidencing their viscoelastic behavior (Figure 2A). ΔD provides evidence about ﬁlm’s viscoelastic
properties in which deposition of a soft component often leads to an increase of the dissipation values
due to energy loss from the crystal’s oscillation, whereas smaller dissipation values are obtained for
rigid components [45,46]. Using the data acquired from the QCM-D experiments, the thickness of the
multilayered ﬁlms was estimated using the Voigt-based viscoelastic model (Figure 2B). The assembly
of CHT and ALG followed a linear regime growth (Figure 2C), resulting in ﬁlms with thickness
of 87.4 ± 5.3, 52.3 ± 2.1 and 61.2 ± 1.4 nm for normal, mesyl and tosyl–CHT/ALG multilayers,
respectively, after the construction of 5 bilayers. Statistical analysis demonstrated a signiﬁcance
difference between the thicknesses of normal–CHT/ALG and mCHT/ALG ﬁlms (p < 0.05). Thinner
mCHT/ALG ﬁlms obtained by LbL process might be related to the presence of organic salts, mesylate
and tosylate, in the chemical structure of mCHTs. The potential to make ionic interactions and form
a polyelectrolyte complex (PEC) are among the important reasons that enabled the development of
tailored biomaterials using ALG and CHT. The incorporation of modiﬁed chitosan in the LbL structure,
with meticulous and selectivity practice, would give us the capability to control the thickness and
mechanical properties of multilayered ﬁlms. The possibility to change the physiochemical properties
of CHT–ALG PECs by controlling the degree of association between functional groups provides an
opportunity to design complex and tailored biopolymer scaffolds.

Figure 2. Representative quartz microbalance with dissipation monitoring (QCM-D) acquisition
graphics depicting 5th overtone variations of frequency (descending curves) and dissipation (ascending
curves) during construction of the multilayered ﬁlms using normal–CHT/alginate (ALG) (normal),
mesyl–CHT/ALG (mesyl) and tosyl–CHT/ALG (tosyl) (A); Thickness of ﬁlms after buildup of
5 bilayers was estimated using Voigt-based viscoelastic model (Average ± SD; * p < 0.05) (B);
Representative cumulative thickness evolution of the multilayer ﬁlms as a function of the number of
deposition layers. Lines represent linear trend lines with R2 = 0.99 (normal-CHT), R2 = 0.97 (tosyl–CHT)
and R2 = 0.97 (mesyl–CHT) (C).

3.3. Cytotoxicity of mCHT/ALG Multilayered Films
In vitro studies were performed to investigate the cytotoxicity of mCHT/ALG multilayered ﬁlms
using hASCs. Image analysis of live/dead staining by ImageJ (V. 1.51p, Bethesda, MD, USA) displayed
a uniform distribution of viable cells (as shown by cells stained with Calcein AM, in green) with viability
of 96% ± 4.2% cultured on top of 24-well plate using the resulting culture medium with extract of
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mCHT/ALG ﬁlms (Figure 3A). The metabolic activity of hASCs, as a result of incubating with extracts
of mesyl–CHT/ALG and tosyl–CHT/ALG multilayered ﬁlms, was similar to thenormal–CHT/ALG
ﬁlm and in the range of negative control (Figure 3B). However, the pre-incubation of the culture
medium with latex resulted in lower metabolic activity and 58% ± 2.3% viability of cells (Figure 3B,
positive control). These results further conﬁrmed the cytocompatibility of mCHT/ALG multilayered
ﬁlms for cell culture studies.

Figure 3. Representative ﬂuorescence images of live (green) and dead (red) hASCs cultured on 24-well
plates with the extract of mesyl–CHT/ALG, tosyl–CHT/ALG and normal–CHT/ALG multilayered
ﬁlms and latex. (A) (Scale bar = 200 μm); Normalized metabolic activity of hASCs was measured
in contact with the extract of CHT/ALG multilayered ﬁlms as well as negative (24-well plate) and
positive (Latex) controls (B). Results are presented as average ± SD.

3.4. Aggregate Formation of hASCs on the mCHT/ALG Multilayered Films
hACSs cultured on normal and mCHT/ALG ﬁlms did not show the ability to attach and spread to
the multilayered ﬁlms. They assembled in the form of spheroids with sizes between ca. 100 to 200 μm
(Figure 4A–C). Low adhesion of the cells in such non-cytotoxic substrate can be used to stimulate cell
aggregation. For example, chitosan ﬁlms were used to prepare spheroids of melanocytes [47] and
keratocytes [48]. In contrast, once cultured on glass substrates, hASCs exhibited common spindle shape
morphology (Figure 4D). Cells need anchor points to be adhered to the substrate. Some substrates,
such as tissue culture plates, are able to absorb the adhesion-related proteins, such as ﬁbronectin, and
this allows the attachment of cells to that speciﬁc substrate [49,50]. It was previously reported that the
amount of adhesive-related proteins was far less in chitosan compared to tissue culture substrates [51].
This result may be attributed to the monopolar nature of chitosan, which is not able to interact with
the bipolar extracellular matrix proteins presented in the culture medium. Our result also corroborates
previous ﬁndings that non-crosslinked free standing CHT/ALG multilayered membranes could not
support the adhesion of L929 cells [23]. One could also envisage using the developed multilayers as

338

Polymers 2017, 9, 440

reservoirs of bioactive agents that could also extend the applicability of these substrates as supports to
control cell behavior [52].

Figure 4. Representative ﬂuorescence images of the hASCs cultured on top of normal–CHT/ALG (A);
mesyl–CHT/ALG (B); tosyl–CHT/ALG (C); multilayered ﬁlms and glass substrate (D). Multilayered
ﬁlms included subsequent layers of CHT and ALG with top layer (11th layer) was CHT. Scale bar:
200 μm. Cell nuclei appeared bright blue and F-actin ﬁlaments appeared bright red due to DAPI and
phalloidin dyes, respectively.

4. Conclusions
Chitosan and alginate are two natural-based polymers with proved application in developing
biomaterials for tissue engineering and regenerative medicine. In this study, we suggest the use of
multilayered ﬁlm produced by LbL assembly of modiﬁed chitosan/alginate as a scaffold to produce 3D
aggregates of hASCs. We investigated how the modiﬁcation of chitosan could affect the mCHT/ALG
ﬁlm properties and the corresponding biological performance. Therefore, two water-soluble cationic
derivatives of chitosan, namely mesyl and tosyl chitosans, were synthesized and nanostructured
multilayered LbL ﬁlms were created using ALG as an anionic polyelectrolyte. mCHT/ALG ﬁlms
showed lower thickness compared to the normal–CHT/ALG ﬁlms. Therefore, modiﬁcation of chitosan
with organic salts provided the ability to tailor the physiochemical properties of the multilayered ﬁlms.
The result demonstrated mCHT/ALG multilayered ﬁlms could be used as a platform to produce 3D
aggregates of hACSs. This approach may offer a new route to prepare off-the-shelf chitosan products
which have the advantage of solubility in water at a neutral pH, and may be used for customizing the
properties of ﬁlms without the adjustment of processing parameters. Moreover, one could envisage
incorporating biological signals in the multilayer ﬁlms for a variety of applications, such as controlling
the behavior of cells. It would be important to further investigate the effect of multilayer properties
and spheroid formation on the differentiation potential and stemness of hACSs. This information is
useful to develop tailored biomaterials to regulate the function and behavior of hACSs for varieties of
applications in tissue engineering and regenerative medicine.
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Abstract: Bone graft material should possess sufﬁcient porosity and permeability to allow
integration with native tissue and vascular invasion, and must satisfy oxygen and nutrient
transport demands. In this study, we have examined the use of three-dimensional (3D)-printed
polycaprolactone/tricalcium phosphate (PCL/TCP) composite material in bone grafting, to estimate
the scope of its potential application in bone surgery. Adipose-derived stem cells (ADSCs) and
bone marrow stem cells (BMSCs) are known to enhance osteointegration. We hypothesized that
a patient-speciﬁc 3D-printed solid scaffold could help preserve seeded ADSCs and BMSCs and
enhance osteointegration. Diffuse osteogenic tissue formation was observed by micro-computed
tomography with both stem cell types, and the ADSC group displayed similar osteogenesis compared
to the BMSC group. In histological assessment, the scaffold pores showed abundant ossiﬁcation
in both groups. Reverse transcription polymerase chain reaction (RT-PCR) showed that the BMSC
group had higher expression of genes associated with ossiﬁcation, and this was conﬁrmed by Western
blot analysis. The ADSC- and BMSC-seeded 3D-printed PCL/TCP scaffolds displayed promising
enhancement of osteogenesis in a dog model of maxillary bone defects.
Keywords: adipose-derived stem cells; bone marrow stem cells; osteogenesis; 3D-printed scaffold;
polycaprolactone; tricalcium phosphate; dog; maxillary bone

1. Introduction
Charles W. Hull, who founded 3D Systems in the United States in 1986, invented the world’s ﬁrst
three-dimensional (3D) printer. Since then, 3D printing has revolutionized a variety of manufacturing
technologies, as well as tissue engineering and regenerative medicine [1]. Due to its innovative promise,
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3D printing technology has attracted increasing interest in recent years, including its use in human
organ and tissue development [2].
Tissue engineering is an important medical technology that combines biological and engineering
techniques for the restoration of damaged or missing tissues or organs. Materials used to construct
scaffolds for tissue engineering should have biocompatibility and biodegradability, and mechanical
properties that can be supported in the body. In addition, an artiﬁcial scaffold prepared according
to the characteristics of the transplantation site should allow differentiation and proliferation of cells
attached to the pore [3–6]. The production of scaffolds using various materials has been an area of
active study in tissue engineering.
Based on computed tomography (CT) or magnetic resonance imaging (MRI) data, it is possible to
make patient-customized scaffolds using 3D printing technology. An advantage of this approach is
that the mechanical properties, pore size, and porosity of the scaffold can be controlled. In addition,
the excellent internal connective structure formed in the 3D shape improves the penetration and
differentiation of the cells into the scaffolding, resulting in excellent biocompatibility. This technology
is widely used for the reconstruction of ears and craniofacial defects in plastic surgery [7–11].
We have previously published literature introducing blended polycaprolactone (PCL) and
tricalciumphosphate (TCP) as a 3D printable material for guided bone regeneration [12]. The blended
TCP played a role in improving PCL’s deﬁcient bone regeneration ability.
Stem cells are cells that can inﬁnitely regenerate over a lifetime, and can differentiate into various
cell types in response to speciﬁc biological signals and external stimuli. Techniques for differentiating
mesenchymal stem cells (MSCs) isolated from bone marrow (bone marrow stem cells, BMSCs) and
adipose tissue (adipose-derived stem cells, ADSCs), into chondrocytes, osteoblasts, and muscle cells
are well established, and these cells can be used in tissue engineering to regenerate various tissues
such as cartilage, bone, and muscle [13–17].
MSCs are the main constituents of bone marrow stromal cells, and are the precursors of bone,
cartilage, muscle, and connective tissue [18]. Immunologically, they are rarely rejected, and proliferate
readily without signiﬁcant apoptosis [19]. Because of this nature, bone marrow-derived stem cells are
of interest in biotechnology. ADSCs have also been actively studied in many ﬁelds because of their ease
of acquisition, storage and handling of cells; however, ethical issues remain to be overcome [20–22].
We hypothesized that ossiﬁcation between normal bone and a 3D-printed scaffold is an important
factor in the reconstruction of maxillary bone defects, and that substances secreted from ADSCs and
BMSCs could enhance osteointegration and thus increase both the degree of contact between the
normal bone and the 3D-printed scaffold and bone formation inside the scaffold. This study was
conducted to investigate the use of polycaprolactone/tricalcium phosphate (PCL/TCP) scaffolds,
which are 3D-printed with a mixture of PCL, a polymeric material, and TCP, a bioceramic material,
with ADSCs and BMSCs in bone regeneration in a dog model of maxillary bone defects.
2. Methods
2.1. Experimental Materials
2.1.1. Fabrication and Characterization of 3D-Printed PCL/TCP Scaffolds
Biodegradable PCL (Evonik Industries AG, Essen, Germany) and TCP (Sigma-Aldrich, St. Louis,
MO, USA) were used as materials for the scaffolds. PCL was dried at 105 ◦ C for 1 day before use.
TCP had a particle size of 100 nm or less. The 3D defect model was created by commercial 3D medical
image editing software (Mimics, Materialize NV, Leuven, Belgium), and customized to maxilla defect
of animals used in this study. A steel syringe containing the PCL/TCP mixture was equipped to a 3D
printer and maintained at 120 ◦ C. The molten PCL/TCP mixture was precisely dispensed through
stainless steel nozzle with diameter of 300 μm. The inner microstructure and surface composition
were characterized by ﬁeld-emission scanning electron microscope (FE-SEM, S-4700, Hitachi Co.,
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Ltd., Tokyo, Japan) and energy dispersive spectrometer (EDS) analyses (INCA Energy 350, Oxford
Instruments, Oxford, UK).
2.1.2. Harvest of ADSCs from Beagles
Adipose tissues obtained from the abdominal cavity of the beagles were washed with an equal
volume of phosphate buffered saline (PBS). Then, enzymatic degradation was carried out at 37 ◦ C for
30 min using 0.075% collagenase type I (Worthington Biochemical, Lakewood, NJ, USA). To remove
debris from the connective tissues, the degraded tissue was ﬁltered and the supernatant of the
adipocyte layer was separated. The cell suspension was centrifuged for 10 min at a force of 200× g.
Contaminating erythrocytes were removed by the addition of erythrocyte lysis buffer (Sigma-Aldrich,
St. Louis, MO, USA) at pH 7.3. The stromal cells were rinsed twice with PBS, and the ADSCs
were collected.
2.1.3. Harvest of BMSCs from Beagles
Under general anesthesia, the humerus of each beagle was punctured with an 18-gauge injection
needle and 1 mL of bone marrow tissue was collected with a 1 mL syringe. The collected bone
marrow aspirates were combined with Histopaque (Sigma-Aldrich, St. Louis, MO, USA) at a ratio
of 1:1 in a 15-mL tube and centrifuged at 2000 rpm for 30 min. After centrifugation, the white layer
was collected in a 15-mL tube, diluted 10-fold in PBS, and then centrifuged at 2000 rpm for 10 min.
After aspiration of the supernatant, the cells were again diluted 10-fold in PBS and centrifuged as
above to collect BMSCs.
2.1.4. Experimental Animals and Treatment Groups
Six healthy beagles, each 12 months old and weighing 9 kg, were included in the study. Prior to the
3D printing model experiment, spiramycin and metronidazole were injected under general anesthesia,
the teeth were scaled, and the left molar and premolar were removed. Prior to implanting 3D-printed
PCL/TCP scaffolds, the dogs were divided into two groups (n = 3 in each group) for application of
ADSCs and BMSCs.
ADSCs and BMSCs were prepared at 1 μg/mL and injected into the 3D-printed PCL/TCP
scaffolds in 0.01-mL increments in 10 areas of uniform distribution. Then, the 3D-printed PCL/TCP
scaffolds were ﬁxed in the maxillary bone defects of the beagles.
2.2. Experimental Methods
Thiopental sodium (Pentothal; Choong Wae Pharmacy, Seoul, Korea) was injected intravenously
and general anesthesia was performed with halothane (Ilsung-halothane; Ilsung Pharmaceuticals,
Seoul, Korea). During the operation, Lactated Ringer’s Solution and 1 g of cephalosporin were
administered. After exposure to anesthesia, the fur on the left side of the beagle’s face was removed
and the skin was disinfected with Betadine and alcohol. The maxillary bone was exposed through
a skin incision from the zygomatic arch to the infraorbital foramen, and the maxillary bone defect was
created from the infraorbital rim to the zygomatic arch in accordance with the 3D-printed scaffold
prepared before surgery. The infraorbital nerve was preserved.
First, the bottom pores of the 3D-printed PCL/TCP scaffolds were blocked with ﬁbrin glue.
ADSCs and BMSCs were injected into the pores according to the experimental group, and then
ﬁbrin glue was applied to the exposed outer pores to prevent cell leakage. The prepared 3D-printed
scaffold was inserted into the defect, ﬁxed with a plate and screw, and the skin was sutured (Figure 1).
Both groups were dressed once a day after surgery, and stitches were removed 7 days after surgery.
All experiments conducted in this study were approved by the Institutional Animal Care and Use
Committee of Chonnam National University (Approval No. CNU IACUC-YB-2016-43, The approval
date is 28 September 2016) and followed their recommendations.
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Figure 1. Experimental design: (a) exposed maxillary bone in a beagle model; (b) the defect was
made; (c) the polycaprolactone/tricalcium phosphate (PCL/TCP) scaffold was ﬁxed by plate and
screw; and (d) ﬁbrin glue seeding after adipose-derived stem cells (ADSCs) or bone marrow stem cells
(BMSCs) were applied.

2.3. Experimental Evaluation
2.3.1. Evaluation using 3D CT
To evaluate the ossiﬁcation of the implanted 3D-printed scaffold, CT images of coronal, axial,
and sagittal views were taken immediately after surgery, and 4, 8, and 12 weeks postoperatively.
The ossiﬁcation activity was determined by calciﬁcation of the marginal area, increased bone density,
and decreased internal pore size. The level of tissue density depending on the time was analyzed
with the Hounsﬁeld unit (HU), which is a quantity commonly used in CT imaging. The HU value
of the tissue in the pore was randomly measured at 5 sites for each individual, and the average
values were obtained (Mimics Innovation Suite 17.0 64-bit version; Materialise NV, Leuven, Belgium).
The measured HU values were normalized and calculated. To measure the extent of ossiﬁcation, 3D-CT
reconstruction was used.
2.3.2. Histological Evaluation
For histological evaluation, all beagles were euthanized 12 weeks after 3D-printed scaffold
implantation and the grafts were harvested, including 1 cm of marginal bone tissue. Tissues were
taken from three normal bone/scaffold junctions and the center of one scaffold, and each was divided
into three pieces. One third was ﬁxed in 10% neutral formalin, and parafﬁn embedded tissue sections
were stained with Hematoxylin and Eosin (H&E) and Goldner’s trichrome (GT). New ossiﬁcation of
the entire graft, the thickness and extent of periosteum produced, the degree of bone ingrowth into the
pores, the inﬁltration of inﬂammatory cells into the graft, and the formation of collagen ﬁbers were
observed with an optical microscope (SkyScan 1173; Bruker microCT, Kontich, Belgium). Each slide
was measured for optical density using an image analysis program (iSolution Lite; Image & Microscope
Technology Inc., Vancouver, BC, Canada). In each group, the optical density of normal bone, tissue in
the pore, and soft tissue around the scaffold including the periosteum were measured randomly at
5 sites for each tissue sample, and average values were obtained.
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2.3.3. Reverse Transcription Polymerase Chain Reaction (RT-PCR)
One third of each collected tissue was frozen in liquid nitrogen, and after grinding, total RNA was
isolated using TRIzol (Thermo Fisher Scientiﬁc, Waltham, MA, USA). RNA was reverse transcribed to
cDNA using a RevertAid First Strand cDNA Synthesis Kit (Thermo Fisher Scientiﬁc, MA, USA) and
polymerase chain reaction (PCR) was performed using an AccuPower RT-PCR kit (Bioneer, Daejeon,
Korea). Type 1 collagen (COL1), osteocalcin (OCN), runt-related transcription factor 2 (RUNX2)
and glyceraldehyde-3-phosphate dehydrogenase (GAPDH) expression were measured by RT-PCR
(Table 1).
Table 1. Sequences of primers used for reverse transcription polymerase chain reaction (RT-PCR).
Gene name

Sequence (5 -3 )

COL1-dog-F
COL1-dog-R
OCN-dog-F
OCN-dog-R
RUNX2-dog-F
RUNX2-dog-R

CTCGTCACAGTTGGGGTTGA
GGTGCAAGTATGAAGCGGGA
AATTGCGCTCGAGCATCTCT
ATTGCCACGGTTGCTACTGA
GGCGGCTATAACTCTTCCCA
ACGCAGCGGCTTTTTATTTCA

COL1, type 1 collagen; OCN, osteocalcin; RUNX2, runt-related transcription factor 2.

2.3.4. Western Blot Analysis
Proteins were extracted from obtained skin tissue by PRO-PREP kit (iNtRON Biotechnology, Seoul,
Korea) and protein concentration was determined with BCA method. Proteins and 5X Sodium dodecyl
sulfate polyacrylamide gel electrophoresis (SDS-PAGE) loading buffer were mixed and boiled at 95 ◦ C
for 5 min before incubation on ice. This protein was separated with 10% SDS-polyaclamide gel at
80~100 V for 2 h and transferred to nitrocellulose membrane at 100 V for 70 min on ice. Membranes were
blocked with 5% skim milk at room temperature for 1 h and probed with primary antibody such as
OCN (ab13420, 1 μg/mL; Abcam, Cambridge, MA, USA), COL1 (ab6308, 1 μg/mL; Abcam, Cambridge,
MA, USA), RUNX2 (ab23981, 1 μg/mL; Abcam, Cambridge, MA, USA), β-actin (ab8226, 1:10000;
Abcam, Cambridge, MA, USA). β-actin was used as a housekeeping protein. After incubating the
membranes with antibody solution overnight at 4 ◦ C, the membranes were washed with Tris buffered
saline with Tween-20 (pH 7.4) and probed with secondary antibody for 1 hour at room temperature.
Membrane was then exposed to ECL. The blots were followed immediately by exposure to X-ray ﬁlm
and the bands were quantiﬁed using ImageJ software (version 1.45s; U.S. National Institute of Health,
Bethesda, MD, USA).
2.4. Statistical Analysis
Statistical analysis was performed with SPSS Ver. 22.0. (IBM Corp., Armonk, NY, USA).
A subgroup analysis was performed using the paired t-test. Statistical signiﬁcance was set at p < 0.05.
3. Results
3.1. Characterization of the 3D-Printed Scaffolds
For fabrication of the customized scaffold, 3D defect was reconstructed using Mimics software
(Figure 2a). The 3D defect model was converted into printing path data by automated printing
path generation algorithm (Figure 2b). Using the printing path data, the customized scaffolds were
fabricated via 3D printer (Figure 2c). The line width and pore size of the printed scaffolds were 300
and 400 μm, respectively (Figure 2d). The EDS analysis was used to conﬁrm exposure TCP onto the
printed strut. As shown in Figure 2e, there were calcium (Ca) and phosphate (P) elements detected on
PCL/TCP scaffold surface, indicating TCP powder was fully incorporated within the scaffold.
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Figure 2. 3D printing procedure and characterization: (a) 3D reconstruction of the defect; (b) printing
path generation; (c) the photograph of the printed scaffold; (d) SEM image; and (e) EDS results.

3.2. Evaluation of Results Using 3D CT
3.2.1. Results from Coronal, Axial, and Sagittal CT Views
In both groups, ossiﬁcation was not observed until four weeks after surgery. After eight weeks,
the bone density along the scaffold margins was similar to that of normal bone. This can be regarded as
progression of ossiﬁcation along the margin, and showed a marked increase in density after 12 weeks.
This suggests that ossiﬁcation of the margin continuously increased for up to 12 weeks after surgery.
In both groups, the size and number of pores inside the scaffold also decreased after eight weeks.
However, the bone density of the scaffold was only partially increased, and did not reach the density
of the surrounding normal bone. This suggests that most of the pores are formed by the increase in
connective tissue and the inﬂammation reaction with the surrounding tissues and the ossiﬁcation
is partially occurring. After 12 weeks, pore size decreased further, and bone density was increased
compared to eight weeks. However, at both 8 and 12 weeks, the BMSC group showed more pronounced
marginal ossiﬁcation and greater pore size reduction than the ADSC group (Figures 3 and 4).
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Figure 3. Computed tomography (CT) images of coronal, axial, and sagittal views from the adipose-derived
stem cell (ADSC) group. Images were acquired directly after surgery and 4, 8, and 12 weeks later.

Figure 4. Computed tomography (CT) images of coronal, axial, and sagittal views from the bone marrow
stem cell (BMSC) group. Images were acquired directly after surgery and 4, 8, and 12 weeks later.

When the density of the normal bone was set to 100, the normalized density value of the new tissue
(including the new bone) in the pores was 36.5 and 35.7 in the ADSC and BMSC groups, respectively,
which was higher than the relative density of the periosteum around the scaffold (27.3 and 24.1 for the
349

Polymers 2017, 9, 450

ADSC and BMSC groups, respectively; Figure 5). This suggests that ossiﬁcation progressed sufﬁciently
in the transplanted scaffolds in both groups. The ADSC group displayed a slightly higher density than
the BMSC group. However, there was no signiﬁcant difference between ADSC and BMSC groups.
The normalized density of scaffold only (in vitro) was 15.

Figure 5. Gray values of normal bone, new bone, and soft tissue from the adipose-derived stem cell
(ADSC) and bone marrow stem cell (BMSC) groups.

3.2.2. Results from 3D CT
In both groups, 3D CT did not display characteristic features of ossiﬁcation until four weeks after
surgery. After eight weeks, diffuse ossiﬁcation could be observed inside the pores of the scaffold.
A more prevalent ossiﬁcation process was observed at 12 weeks in both groups. At 8 and 12 weeks,
more pronounced ossiﬁcation was observed in the ADSC group than in the BMSC group (Figure 6).

Figure 6. Three-dimensional (3D) computed tomography (CT) images of the adipose-derived stem cell
(ADSC) and bone marrow stem cell (BMSC) groups. Images were acquired directly after surgery and 4,
8, and 12 weeks later.
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3.3. Histological Findings
There was no gross rejection of the scaffold in either group. Upon histopathologic examination,
connective tissue, such as the periosteum, was enclosed in the margin of the scaffold, and dense
connective tissue was observed in the pore. These results demonstrate the excellent biocompatibility
of the scaffolds. Some inﬂammatory ﬁndings were observed in the pore, which are thought to be due
to inﬂammation before scaffold engraftment. Ossiﬁcation was more pronounced in the center of the
scaffold than in the margins. Ossiﬁcation in the ADSC group was increased compared to the BMSC
group (Figures 7 and 8).

Figure 7. Histopathological analysis of the adipose-derived stem cell (ADSC) group 12 weeks after surgery
by Hematoxylin and Eosin (H&E) and Goldner’s trichrome (GT) staining. Original magnification: ×20
and ×100.

Figure 8. Histopathological analysis of the bone marrow stem cell (BMSC) group 12 weeks after surgery
by Hematoxylin and Eosin (H&E) and Goldner’s trichrome (GT) staining. Original magniﬁcation: ×20
and ×100.

The mean optical density values of normal bone, pore tissue, and soft tissues (including the
periosteum) around the scaffold were obtained for the two groups. In GT and H&E staining, the optical
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density inside the pores was higher than that of the periosteum and other soft tissues around the
scaffold, and was higher with GT than with H&E, however, there was no signiﬁcant difference
(Figure 9).

Figure 9. Optical density of Hematoxylin and Eosin stain (H&E) and Goldner’s trichrome (GT) staining.

3.4. RT-PCR
Histological evaluation 12 weeks after surgery displayed ossiﬁcation in the pore of the scaffold
and an increase of ﬁbrinogen in the periphery. The increase of ﬁbrinogen was conﬁrmed by an increase
of COL1 gene expression, and ossiﬁcation was conﬁrmed by increases in OCN and RUNX2 gene
expression. By RT-PCR, the band intensity of COL1, OCN, and RUNX2 was normalized to that of
GAPDH. The degree of ossiﬁcation-related gene expression was slightly increased in the BMSC group
compared to the ADSC group, however, there was no signiﬁcant difference (Figure 10).

Figure 10. Expression of type 1 collagen (COL1), osteocalcin (OCN), runt-related transcription
factor 2 (RUNX2) and glyceraldehyde-3-phosphate dehydrogenase (GAPDH) 12 weeks after surgery,
measured by reverse transcription polymerase chain reaction (RT-PCR). ADSC, adipose-derived stem
cell; BMSC, bone marrow stem cell.
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3.5. Western Blot Analysis
Twelve weeks after surgery, expression of the ossification-related proteins COL1, OCN, and RUNX2
was increased in both groups. The expression of these proteins was higher in the BMSC group than
in the ADSC group (Figure 11). In particular, the expression of COL1 was signiﬁcantly higher in the
BMSC than in the ADSC. The band intensity of COL1, OCN, and RUNX2 was normalized to that of
β-actin.

Figure 11. Expression of type 1 collagen (COL1), osteocalcin (OCN), runt-related transcription
factor 2 (RUNX2) and β-actin 12 weeks after surgery, measured by Western blot analysis. ADSC,
adipose-derived stem cell; BMSC, bone marrow stem cell.

4. Discussion
Due to its ease of use and adaptability, 3D printing technology is being rapidly developed and
applied in various medical ﬁelds. For example, 3D printing technology can be used to visualize the
complex deformities of congenital cardiovascular anomalies, to map intricate blood vessels during
renal cancer surgery, and allow the development of approaches to intracranial tumor neurosurgery.
These applications help surgeons analyze and evaluate the individual condition of the patient before
surgery, aiding in the development of a surgical plan [23,24]. However, despite being an innovative
technology that can be continuously developed in the medical ﬁeld, there remains a lack of scientiﬁc
data on its application.
With tissue engineering, a new era in bioengineering has begun. In general, tissue engineering
involves three components: cells, scaffolds, and growth factors. Recently, 3D technologies have
been used to develop cell and tissue printing technologies, allowing tissue engineering to go beyond
conventional cell culture technology. Scaffold development and 3D cell culture both have remaining
limitations, but it is expected that in the near future, 3D cell-printing technology will enable the
simultaneous formation of 3D biological structures and scaffolds [25–30].
Currently, 3D printing technology is most often used in craniomaxillofacial surgery, and several
challenges must be overcome for its widespread application. First, more specialized computer software
is required. Pre-operative 3D printing is not easy to plan because it takes too much time to perform
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a computer simulation of a differentiated process. This requires more automated functionality and
simulation via a variety of software.
Second, there must be a sufﬁcient relationship between the pre-operative simulation and the
actual operating environment, because the pre-operative simulation serves as a guide for the operation.
For example, to apply 3D-printed titanium implants in surgery, bone must be resected precisely
according to the preoperative plan, as 3D-printed implants are generally quite hard, and cannot easily
be cut or bent.
Third, accuracy during measurement is very important. Due to technological advances, it is
possible to obtain very thin CT images, but the combination of these images to form 3D images
introduces error, particularly for very thin bones such as the orbital bones.
Finally, there is a possibility of artifacts due to metal materials. The use of CT scans in 3D printing
for prosthetic dentistry, which mainly uses metal models, may be less accurate due to these artiﬁcial
shadows. Tooth occlusion requires very ﬁne 3D rendering, and CT may not provide images of adequate
resolution because of these artifacts [31,32].
Despite these problems, 3D printing technology is attracting attention as a new medical technology.
Using 3D printing, the medical industry could visualize various characteristics of individual patients
and apply them to personalized medical care.
Scaffolds used in tissue engineering are generally made of natural and synthetic polymeric
materials. Polymers derived from natural materials, animals, and human bodies have superior
biocompatibility and are nontoxic. These include gelatin, collagen, ﬁbrin, elastin, and alginate.
Synthetic polymeric materials are relatively inexpensive, have excellent mechanical properties, and are
either hydrolyzed in vivo or degraded by enzymes, making them ideal polymers for scaffolds.
PCL, polylactide-co-glycolide, and polylactic acid (PLA) are typical synthetic polymer materials.
In particular, various scaffolds for bone tissue regeneration are made using PLA and TCP, a bioceramic
material. Since TCP is made of powder, it confers decreased mechanical strength to the scaffold in
comparison with a solid polymer material that can be produced using heat, and is more difﬁcult to
form into 3D scaffold with excellent internal pore structure. To overcome this problem, many studies
have fabricated scaffolds by mixing ceramic and polymeric materials [33–37].
The 3D printing system enables precise control and rapid production of desired 3D shape
structures at the micron scale. It also has the advantage of determining the line width and line
height of laminated materials according to pneumatic pressure, temperature, and moving speed.
Generally, when a scaffold is produced by 3D printing with a mix of polymer and a bioceramic
material, the ceramic material content is limited. Because of the difﬁculty of nozzle discharge with
increased amounts of bioceramic powder, controlling the mixing method of the bioceramic powder
is a very important aspect of scaffold development. In this study, a 3D printing system was used to
fabricate 3D scaffolds from PCL mixed with β-TCP, and evaluated their effects on bone formation.
MSCs grow adherently in the form of ﬁbroblasts in vitro, form cell clusters from single cells,
and differentiate into osteocytes, adipocytes, and chondrocytes. Friedenstein ﬁrst reported the presence
of MSCs in the bone marrow in 1970 [38]. Subsequently, cells with similar characteristics have been
reported in various tissues such as adipose, brain, spleen, liver, kidney, lung, bone marrow, muscle,
thymus, and pancreas [39].
In order to improve osteointegration in bone grafting and the regeneration of bone defects,
ADSCs and BMSCs have recently been used in tissue engineering. However, when harvesting BMSCs,
complications such as pain and infection are likely to occur, and there is a limit to the amount of BMSCs
taken. In contrast, ADSCs are readily available in large quantities under local anesthesia [13–16].
ADSCs are simpler to collect than BMSCs, with less donor morbidity, and adipose tissue provides
more stem cells than bone marrow. However, previous studies have shown that BMSCs induce
bone formation after differentiation into osteoblasts in vitro and in vivo, and thus provide favorable
conditions for regeneration of bone tissue [40–43].
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The use of scaffolds for the application of ADSCs and BMSCs to bone defects has many
advantages. The scaffold serves as a bridge, allowing adequate time for stem cell survival and
subsequent bone formation. Generally, the scaffold should be strong enough to withstand external
impact, and the pores should disassemble after the bone has adequately regenerated. In this study,
an artiﬁcial scaffold was prepared using biodegradable PCL/β-TCP, which is currently in clinical
use as an osteoinductive material. β-TCP is highly compatible with bone morphogenetic protein 2
(BMP-2), a bone growth-promoting factor, and thus increases osteoinduction [44–47]. In addition,
β-TCP degrades with time. These two properties are ideal for scaffolds used in bone regeneration.
To evaluate the bone regeneration ability of PCL/β-TCP scaffolds injected with ADSCs and
BMSCs, 3D CT and histological analysis were performed after implantation of the scaffolds
into maxillary bone defects in beagles. Diffuse osteogenic tissue formation was observed by
micro-computed tomography with both stem cell types, and the ADSC group displayed similar
osteogenesis compared to the BMSC group. RT-PCR and Western blot analysis conﬁrmed increased
expression of proteins associated with osteogenesis in both groups, with higher expression of COL1 of
the BMSC group observed in Western blot. As a result, new bone formation inside the scaffold was
effective in the reconstruction of maxillary bone defects in a dog model using PCL/TCP biomaterials
manufactured using a 3D printing system, with ADSCs and BMSCs. However, unlike other previous
studies, gross and histological results suggested that ADSC treatment was superior to BMSC treatment.
These results suggest that ADSCs induce osteogenesis similar to BMSCs when 3D-printed
PCL/TCP scaffolds are implanted in bone defects. Clinically, ADSCs have many advantages
over BMSCs because ADSCs can be harvested easily, quickly, safely, and in relative abundance by
lipoaspiration in the ofﬁce-based setting. On the other hand, BMSCs harvest is an invasive procedure
with low yield, which may impart donor site morbidity, such as pain, bleeding, hematoma, and deep
infection. Therefore, if used with a 3D-printed PCL/TCP scaffold, ADSC can be a good alternative to
BMSC to improve osteointegration in bone grafting and the regeneration of bone defects.
Acknowledgments: This research was supported by a grant of the Korea Health Technology R&D Project
through the Korea Health Industry Development Institute (KHIDI), funded by the Ministry of Health & Welfare,
Republic of Korea (grant number: HI14C3309).
Author Contributions: Eun Jung Oh, Jin-Hyung Shim, Won-Soo Yun, Jung Bo Huh, Sung Hwan Moon,
Seong Soo Kang, and Ho Yun Chung conceived and designed the experiments; Seung Gyun Chu and Hak Tae Kim
performed the experiment; Kang Young Choi, and Ho Yun Chung analyzed the data; and Jeong Woo Lee and
Ho Yun Chung wrote the paper.
Conﬂicts of Interest: The authors declare no conﬂict of interest.

References
1.
2.

3.

4.

5.

Park, S.; Lee, J.H.; Kim, W.D. Development of Biomimetic Scaffold for Tissue Engineering. Elastomers Compos.
2009, 44, 106–111.
Sachlos, E.; Czernuszka, J.T. Making tissue engineering scaffolds work. Review: The application of solid
freeform fabrication technology to the production of tissue engineering scaffolds. Eur. Cells Mater. 2003, 5,
29–39. [CrossRef]
Fuchs, M.; Köster, G.; Krause, T.; Merten, H.A.; Schmid, A. Degradation of and intraosseous reactions to
biodegradable poly-L-lactide screws: A study in minipigs. Arch. Orthop. Trauma Surg. 1998, 118, 140–144.
[CrossRef] [PubMed]
Päivärinta, U.; Böstman, O.; Majola, A.; Toivonen, T.; Törmälä, P.; Rokkanen, P. Intraosseous cellular response
to biodegradable fracture ﬁxation screws made of polyglycolide or polylactide. Arch. Orthop. Trauma Surg.
1993, 112, 71–74. [CrossRef] [PubMed]
Peltoniemi, H.H.; Hallikainen, D.; Toivonen, T.; Helevirta, P.; Waris, T. SR-PLLA and SR-PGA miniscrews:
Biodegradation and tissue reactions in the calvarium and dura mater. J. Craniomaxillofac. Surg. 1999, 27,
42–50. [CrossRef]

355

Polymers 2017, 9, 450

6.

7.

8.
9.

10.
11.
12.

13.

14.

15.

16.

17.

18.
19.

20.
21.

22.

23.

24.

Bergsma, E.J.; Rozema, F.R.; Bos, R.R.; de Bruijn, W.C. Foreign body reactions to resorbable poly(L-lactide)
bone plates and screws used for the ﬁxation of unstable zygomatic fractures. J. Oral Maxillofac. Surg. 1993,
51, 666–670. [CrossRef]
D’Urso, P.S.; Earwaker, W.J.; Barker, T.M.; Redmond, M.J.; Thompson, R.G.; Effeney, D.J.; Tomlinson, F.H.
Custom cranioplasty using stereolithography and acrylic. Br. J. Plast. Surg. 2000, 53, 200–204. [CrossRef]
[PubMed]
Faber, J.; Berto, P.M.; Quaresma, M. Rapid prototyping as a tool for diagnosis and treatment planning for
maxillary canine impaction. Am. J. Orthod. Dentofac. Orthop. 2006, 129, 583–589. [CrossRef] [PubMed]
Müller, A.; Krishnan, K.G.; Uhl, E.; Mast, G. The application of rapid prototyping techniques in cranial
reconstruction and preoperative planning in neurosurgery. J. Craniofac. Surg. 2003, 14, 899–914. [CrossRef]
[PubMed]
Choi, J.W.; Kim, N. Clinical application of three-dimensional printing technology in craniofacial plastic
surgery. Arch. Plast. Surg. 2015, 42, 267–277. [CrossRef] [PubMed]
Mannoor, M.S.; Jiang, Z.; James, T.; Kong, Y.L.; Malatesta, K.A.; Soboyejo, W.O.; Verma, N.; Gracias, D.H.;
McAlpine, M.C. 3D printed bionic ears. Nano Lett. 2013, 13, 2634–2639. [CrossRef] [PubMed]
Shim, J.H.; Won, J.Y.; Park, J.H.; Bae, J.H.; Ahn, G.; Kim, C.H.; Lim, D.H.; Cho, D.W.; Yun, W.S.; Bae, E.B.; et al.
Effects of 3D-Printed Polycaprolactone/β-Tricalcium Phosphate Membranes on Guided Bone Regeneration.
Int. J. Mol. Sci. 2017, 18, 899. [CrossRef] [PubMed]
Zuk, P.A.; Zhu, M.; Mizuno, H.; Huang, J.; Futrell, J.W.; Katz, A.J.; Benhaim, P.; Lorenz, H.P.; Hedrick, M.H.
Multilineage cells from human adipose tissue: Implications for cell-based therapies. Tissue Eng. 2001, 7,
211–228. [CrossRef] [PubMed]
Zuk, P.A.; Zhu, M.; Ashjian, P.; De Ugarte, D.A.; Huang, J.I.; Mizuno, H.; Alfonso, Z.C.; Fraser, J.K.;
Benhaim, P.; Hedrick, M.H. Human adipose tissue is a source of multipotent stem cells. Mol. Biol. Cell 2002,
13, 4279–4295. [CrossRef] [PubMed]
Dragoo, J.L.; Choi, J.Y.; Lieberman, J.R.; Huang, J.; Zuk, P.A.; Zhang, J.; Hedrick, M.H.; Benhaim, P. Bone
induction by BMP-2 transduced stem cells derived from human fat. J. Orthop. Res. 2003, 21, 622–629.
[CrossRef]
Huang, J.I.; Beanes, S.R.; Zhu, M.; Lorenz, H.P.; Hedrick, M.H.; Benhaim, P. Rat extramedullary adipose tissue
as a source of osteochondrogenic progenitor cells. Plast. Reconstr. Surg. 2002, 109, 1033–1041. [CrossRef]
[PubMed]
Ogawa, R.; Mizuno, H.; Hyakusoku, H.; Watanabe, A.; Migita, M.; Shimada, T. Chondrogenic and osteogenic
differentiation of adipose-derived stem cells isolated from GFP transgenic mice. J. Nippon Med. Sch. 2004, 71,
240–241. [CrossRef] [PubMed]
Prockop, D.J. Marrow stromal cells as stem cells for nonhematopoietic tissues. Science 1997, 276, 71–74.
[CrossRef] [PubMed]
Quirici, N.; Soligo, D.; Bossolasco, P.; Servida, F.; Lumini, C.; Deliliers, G.L. Isolation of bone marrow
mesenchymal stem cells by anti-nerve growth factor receptor antibodies. Exp. Hematol. 2002, 30, 783–791.
[CrossRef]
Gu, J.H.; Han, S.K. Brief Review of Adipose Derived Cells. J. Korean Soc. Aesthet. Plast. Surg. 2009, 15,
192–198.
Kon, E.; Muraglia, A.; Corsi, A.; Bianco, P.; Marcacci, M.; Martin, I.; Boyde, A.; Ruspantini, I.; Chistolini, P.;
Rocca, M.; et al. Autologous bone marrow stromal cells loaded onto porous hydroxyapatite ceramic
accelerate bone repair in critical-size defects of sheep long bones. J. Biomed. Mater. Res. 2000, 49, 328–337.
[CrossRef]
Pelegrine, A.A.; Aloise, A.C.; Zimmermann, A.; de Mello, E.; Oliveira, R.; Ferreira, L.M. Repair of critical-size
bone defects using bone marrow stromal cells: A histomorphometric study in rabbit calvaria. Part I: Use
of fresh bone marrow or bone marrow mononuclear fraction. Clin. Oral Implants Res. 2014, 25, 567–572.
[CrossRef] [PubMed]
Winder, J.; Bibb, R. Medical rapid prototyping technologies: State of the art and current limitations for
application in oral and maxillofacial surgery. J. Oral Maxillofac. Surg. 2005, 63, 1006–1015. [CrossRef]
[PubMed]
Ventola, C.L. Medical Applications for 3D Printing: Current and Projected Uses. Pharm. Ther. 2014, 39,
704–711.
356

Polymers 2017, 9, 450

25.
26.

27.

28.
29.
30.
31.

32.

33.
34.
35.
36.
37.

38.
39.

40.

41.
42.

43.
44.

45.

Fullerton, J.N.; Frodsham, G.C.; Day, R.M. 3D printing for the many, not the few. Nat. Biotechnol. 2014, 32,
1086–1087. [CrossRef] [PubMed]
Dankowski, R.; Baszko, A.; Sutherland, M.; Firek, L.; Kałmucki, P.; Wróblewska, K.; Szyszka, A.; Groothuis, A.;
Siminiak, T. 3D heart model printing for preparation of percutaneous structural interventions: Description
of the technology and case report. Kardiol. Pol. 2014, 72, 546–551. [CrossRef] [PubMed]
Rengier, F.; Mehndiratta, A.; von Tengg-Kobligk, H.; Zechmann, C.M.; Unterhinninghofen, R.; Kauczor, H.U.;
Giesel, F.L. 3D printing based on imaging data: Review of medical applications. Int. J. Comput. Assist.
Radiol. Surg. 2010, 5, 335–341. [CrossRef] [PubMed]
McGowan, J. 3D printing technology speeds development. Health Estate 2013, 67, 100–102. [PubMed]
Lee, H.; Fang, N.X. Micro 3D printing using a digital projector and its application in the study of soft
materials mechanics. J. Vis. Exp. 2012, 69, e4457. [CrossRef] [PubMed]
Mironov, V.; Boland, T.; Trusk, T.; Forgacs, G.; Markwald, R.R. Organ printing: Computer-aided jet-based 3D
tissue engineering. Trends Biotechnol. 2003, 21, 157–161. [CrossRef]
Xu, X.; Ping, F.Y.; Chen, J.; Yan, F.G.; Mao, H.Q.; Shi, Y.H.; Zhao, Z.Y. Application of CAD/CAM techniques
in mandible large-scale defect and reconstruction with vascularized ﬁbular bone graft. Zhejiang Da Xue Xue
Bao Yi Xue Ban 2007, 36, 498–502. [PubMed]
Zhang, T.; Zhang, Y.; Li, Y.S.; Gui, L.; Mao, C.; Chen, Y.N.; Zhao, J.Z. Application of CTA and CAD/CAM
techniques in mandible reconstruction with free ﬁbula ﬂap. Zhonghua Zheng Xing Wai Ke Za Zhi 2006, 22,
325–327. [PubMed]
Buddy, D.R.; Allan, S.H.; Frederick, J.S.; Jack, E.L. (Eds.) Biomaterials Science: An Introduction to Materials in
Medicine, 3rd ed.; Academic Press: New York, NY, USA, 2012.
Todo, M.; Park, S.D.; Arakawa, K.; Takenoshita, Y. Relationship between microstructure and fracture behavior
of bioabsorbable HA/PLLA composites. Compos. Part A Appl. Sci. Manuf. 2006, 37, 2221–2225. [CrossRef]
Agrawal, C.M.; Athanasiou, K.A. Technique to control pH in vicinity of biodegrading PLA-PGA implants.
J. Biomed. Mater. Res. 1997, 38, 105–114. [CrossRef]
Habibovic, P.; de Groot, K. Osteoinductive biomaterials-properties and relevance in bone repair. J. Tissue
Eng. Regen. Med. 2007, 1, 25–32. [CrossRef] [PubMed]
Habibovic, P.; Gbureck, U.; Doillon, C.J.; Bassett, D.C.; van Blitterswijk, C.A.; Barralet, J.E. Osteoconduction
and osteoinduction of low-temperature 3D printed bioceramic implants. Biomaterials 2008, 29, 944–953.
[CrossRef] [PubMed]
Friedenstein, A.J.; Chailakhjan, R.K.; Lalykina, K.S. The development of ﬁbroblast colonies in monolayer
cultures of guinea-pig bone marrow and spleen cells. Cell Tissue Kinet. 1970, 3, 393–403. [CrossRef] [PubMed]
Otley, C.C.; Gayner, S.M.; Ahmed, I.; Moore, E.J.; Roenigk, R.K.; Sherris, D.A. Preoperative and postoperative
topical tretinoin on high-tension excisional wounds and full-thickness skin grafts in a porcine model: A pilot
study. Dermatol. Surg. 1999, 25, 716–721. [CrossRef] [PubMed]
Bruder, S.P.; Jaiswal, N.; Haynesworth, S.E. Growth kinetics, self-renewal, and the osteogenic potential of
puriﬁed human mesenchymal stem cells during extensive subcultivation and following cryopreservation.
J. Cell. Biochem. 1997, 64, 278–294. [CrossRef]
Cancedda, R.; Mastrogiacomo, M.; Bianchi, G.; Derubeis, A.; Muraglia, A.; Quarto, R. Bone marrow stromal
cells and their use in regenerating bone. Novartis Found. Symp. 2003, 249, 133–143. [PubMed]
Dieudonné, S.C.; Kerr, J.M.; Xu, T.; Sommer, B.; DeRubeis, A.R.; Kuznetsov, S.A.; Kim, I.S.; Gehron Robey, P.;
Young, M.F. Differential display of human marrow stromal cells reveals unique mRNA expression patterns
in response to dexamethasone. J. Cell. Biochem. 1999, 76, 231–243. [CrossRef]
Satomura, K.; Krebsbach, P.; Bianco, P.; Gehron Robey, P. Osteogenic imprinting upstream of marrow stromal
cell differentiation. J. Cell. Biochem. 2000, 78, 391–403. [CrossRef]
Jingushi, S.; Urabe, K.; Okazaki, K.; Hirata, G.; Sakai, A.; Ikenoue, T.; Iwamoto, Y. Intramuscular bone
induction by human recombinant bone morphogenetic protein-2 with beta-tricalcium phosphate as a carrier:
In vivo bone banking for muscle-pedicle autograft. J. Orthop. Sci. 2002, 7, 490–494. [CrossRef] [PubMed]
Alam, I.; Asahina, I.; Ohmamiuda, K.; Enomoto, S. Comparative study of biphasic calcium phosphate
ceramics impregnated with rhBMP-2 as bone substitutes. J. Biomed. Mater. Res. 2001, 54, 129–138. [CrossRef]

357

Polymers 2017, 9, 450

46.

47.

Laffargue, P.; Hildebrand, H.F.; Rtaimate, M.; Frayssinet, P.; Amoureux, J.P.; Marchandise, X. Evaluation of
human recombinant bone morphogenetic protein-2-loaded tricalcium phosphate implants in rabbits’ bone
defects. Bone 1999, 25, 55S–58S. [CrossRef]
Urist, M.R.; Nilsson, O.; Rasmussen, J.; Hirota, W.; Lovell, T.; Schmalzreid, T.; Finerman, G.A. Bone
regeneration under the inﬂuence of a bone morphogenetic protein (BMP) beta tricalcium phosphate (TCP)
composite in skull trephine defects in dogs. Clin. Orthop. Relat. Res. 1987, 214, 295–304. [CrossRef]
© 2017 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

358

polymers
Article

Incorporation of Calcium Containing Mesoporous
(MCM-41-Type) Particles in Electrospun PCL Fibers
by Using Benign Solvents
Liliana Liverani 1 , Elena Boccardi 1 , Ana Maria Beltrán 2,3 and Aldo R. Boccaccini 1, *
1
2
3

*

Institute of Biomaterials, Department of Materials Science and Engineering, University of Erlangen-Nuremberg,
91058 Erlangen, Germany; liliana.liverani@fau.de (L.L.); elena.boccardi@fau.de (E.B.)
Institute de Ciencia de Materiales de Sevilla (ICMS), CSIC-Universidad de Sevilla, Seville 41092, Spain;
abeltran3@us.es
Department of Engineering and Materials Science, University of Seville, Sevilla 41092, Spain
Correspondence: aldo.boccaccini@fau.de; Tel.: +49-(0)913-185-28-601

Received: 10 July 2017; Accepted: 26 September 2017; Published: 4 October 2017

Abstract: The electrospinning technique is a versatile method for the production of ﬁbrous
scaffolds able to resemble the morphology of the native extra cellular matrix. In the present
paper, electrospinning is used to fabricate novel SiO2 particles (type MCM-41) containing
poly(epsilon-caprolactone) (PCL) ﬁbers. The main aims of the present work are both the optimization
of the particle synthesis and the fabrication of composite ﬁbers, obtained using benign solvents,
suitable as drug delivery systems and scaffolds for soft tissue engineering applications. The optimized
synthesis and characterization of calcium-containing MCM-41 particles are reported. Homogeneous
bead-free composite electrospun mats were obtained by using acetic acid and formic acid as solvents;
neat PCL electrospun mats were used as control. Initially, an optimization of the electrospinning
environmental parameters, like relative humidity, was performed. The obtained composite nanoﬁbers
were characterized from the morphological, chemical and mechanical points of view, the acellular
bioactivity of the composite nanoﬁbers was also investigated. Positive results were obtained in
terms of mesoporous particle incorporation in the ﬁbers and no signiﬁcant differences in terms of
average ﬁber diameter were detected between the neat and composite electrospun ﬁbers. Even if
the Ca-containing MCM-41 particles are bioactive, this property is not preserved in the composite
ﬁbers. In fact, during the bioactivity assessment, the particles were released conﬁrming the potential
application of the composite ﬁbers as a drug delivery system. Preliminary in vitro tests with bone
marrow stromal cells were performed to investigate cell adhesion on the fabricated composite mats,
the positive obtained results conﬁrmed the suitability of the composite ﬁbers as scaffolds for soft
tissue engineering.
Keywords: electrospinning; benign solvents; mesoporous silica calcium containing MCM-41;
composites; nanoﬁbers; poly(epsilon-caprolactone)

1. Introduction
The fabrication of nanocomposite ﬁbers by using electrospinning techniques is a challenging and
interesting topic for several applications, such as the development of scaffolds for tissue engineering
and drug delivery [1–5]. The electrospinning process allows the fabrication of scaffolds with a ﬁbrillar
structure, by the application of high voltage between the conductive tip of a polymeric solution and a
grounded ﬁber collector. The regulation of process parameters, polymeric solution parameters and
environmental conditions affects the ﬁber morphology and properties [6].
It is possible to process many polymers and copolymers, and the selection of a suitable solvent
system is fundamental to improving the electrospinning of a solution. In the last years, the spread of
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the “green electrospinning” concept, the reduction of the use of toxic solvents and the related increase
of the use of benign solvents have been reported in the literature, for example in [7–9]. Limiting
the use of harsh solvents is highly beneﬁcial in terms of processing proteins, such as collagen and
other sensitive biomolecules, preventing denaturation. Using benign solvents is also important to
avoid the presence of toxic solvent residuals inside the mats which could limit their applications
in the biomedical ﬁeld, also bringing advantages in terms of lab worker safety and environmental
impact [7–9].
Composite electrospun ﬁbers can be obtained by the incorporation of nanoparticles inside the
polymeric mats. This approach has been already widely investigated in the literature, in particular for
the development of composite electrospun scaffolds for bone tissue engineering [10–16].
Ordered mesoporous silica particulate materials have been increasingly investigated since the
ﬁrst series of ordered mesoporous silica materials were developed in 1982 (known as MCM-41) [17,18].
These silica particles are characterized by ordered porosity at the nanoscale and disordered
arrangement at the atomic level. After the development of MCM-41 materials, Grün et al. [19]
presented the ﬁrst synthesis of spherical MCM-41 nanoparticles. The most interesting features of such
MCM-41 particles are the ordered mesoporous structure, hexagonally shaped pores, narrow pore size
distribution (2–10 nm), and a large surface area (900–1500 m2 ·g−1 ) [17,18]. The synthesis procedure
was a modiﬁcation of the Stöber’s reaction [20] for the preparation of monodispersed silica spheres.
Grün et al. [19] modiﬁed this procedure by adding a cationic surfactant (cetyl trimethylammonium
bromide, CTAB) to the synthesis solution, providing a source of micelles. These ordered mesoporous
materials have been extensively used as molecular sieves, catalyst, adsorbents and molds [17].
In 2001 [21], mesoporous silica particles were proposed for the ﬁrst time as a drug delivery system.
These silica-based mesoporous materials are able to incorporate a relatively high amount of drug into
the mesopores. Moreover, their silanol groups can be functionalized and the pore diameter can be
modulated in order to increase the drug-uptake and to better control the drug-release kinetics [22].
Due to their pure silica network, MCM-41 particles are not bioactive [23], i.e., they are not able to form
hydroxyapatite layers once in contact with biological ﬂuids (even after two months) due to the small
pore size and the lower concentration of silanol groups compared to other silica particles.
In the present work, the production of calcium-containing MCM-41 (Ca_MCM-41) particles in
order to couple the drug up-take capability of the ordered mesoporous particles with the bioactivity
of Ca–Si systems is reported. The obtained particles are characterized by an ordered mesoporous
structure and hydroxy-carbonate apatite (HCA) formation capability after one day of immersion in
simulated body ﬂuid (SBF) solution.
A proof of concept of the incorporation of the synthesized Ca-containing MCM-41 particles
in electrospun poly(epsilon-caprolactone) (PCL) ﬁbers was performed. PCL was selected because
of its biocompatibility, biodegradability, ability to be processed by electrospinning—in particular
with benign solvents—and considering its FDA approval for clinical use [24–26]. The obtained
composite nanoﬁbers were characterized from the morphological, chemical and mechanical point of
view. Even if the proposed approach of incorporating silica mesoporous nanoparticles into electrospun
polymeric mats for the development of drug delivery systems has been already reported in the
literature [27,28], the novelty of the present research work is represented by the synthesis optimization
of the Ca_MCM-41 particles and the development of electrospinning using benign solvents aiming
at the fabrication of optimized scaffolds for tissue engineering and drug delivery applications which
have not been reported previously.
2. Materials and Methods
2.1. Ca_MCM-41 Particle Synthesis
The Ca_MCM-41 particles were produced by optimizing a method available in the literature
in order to obtain spherical particles with ordered mesostructured and reduced agglomeration [29].
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Brieﬂy, 0.6 g of cetyltrimethylammonium bromide (CTAB, Sigma Aldrich, Munich, Germany) were
dissolved in a solution of 300 mL of deionized water and 0.2 g of sodium hydroxide (NaOH, Sigma
Aldrich, Munich, Germany) under continuous stirring for up to 30 min. 3 mL tetraethyl orthosilicate
(TEOS, Sigma Aldrich, Munich, Germany) was added (rate 0.25 mL·min−1 ) and the solution was
stirred for 30 min. After 2.34 g of calcium nitrate (Ca(NO3 )2 ·4H2 O, Merck KGaA, Darmstadt, Germany)
was added and the solution was stirred for 1 h 30 min. All synthesis steps were carried out at 80 ◦ C to
avoid the agglomeration of the ﬁnal product. The resulting dispersion was centrifuged and washed
once with deionized water and twice with ethanol. The white precipitate was then dried for 12 h at
60 ◦ C and heat-treated at 600 ◦ C (1 ◦ C/min) for 6 h.
2.2. Degradation in Simulated Body Fluid (SBF)
Simulated body ﬂuid (SBF) was prepared by dissolving reagent grade 8.035 g·L−1 NaCl,
0.355 g·L−1 NaHCO3 , 0.225 g·L−1 KCl, 0.231 g·L−1 K2 HPO4 ·(3H2 O), 0.311 g·L−1 MgCl2 (6H2 O),
0.292 g·L−1 CaCl2 , and 0.072 g·L−1 Na2 SO4 in deionized water and buffering at pH 7.4 at 36.5 ◦ C
with 6.118 g·L−1 tris(hydroxymethyl) aminomethane ((CH2 OH)3 CNH2 ) and 1M HCl, as previously
reported by Kokubo and Takadama [30]. Ca_MCM-41 particles were immersed in SBF at a 1.5 g·L−1
ratio [31,32]. The specimens were kept in a polypropylene container at 37 ◦ C in an incubator on an
oscillating tray for up to seven days. The solution was not renewed and a falcon tube containing SBF as
a control was also used for the entire period of the experiment, in order to control over time the stability
of the testing solution. At each time point, the particles were centrifuged and washed with deionized
water and dried at 60 ◦ C overnight. The microstructural changes were investigated by means of
scanning electron microscopy (SEM) equipped with an Energy Dispersive X-ray Spectrometry (EDS)
detector (Auriga 0750 from ZEISS, Jena, Germany). The ordered mesoporous structure was checked by
high resolution transmission electron microscopy (HR-TEM), in a Tecnai G2F30 S-Twin microscope
(FEI, Eindhoven, The Netherlands) with 0.2 nm point resolution, operated at 300 kV and equipped
with a HAADF Fischione detector (0.16 nm point resolution, Fischione Instrument, Pittsburgh, PA,
USA). For the TEM observation, particles were homogeneously dispersed in ethanol by ultrasound
and dropped on a carbon ﬁlm. The pore diameter analysis of the ordered mesoporous particles was
conducted on HRTEM images with ImageJ2 [33] analysis software.
2.3. Electrospinning Solution and Process Parameters
Poly(epsilon-caprolactone) (PCL) (80 kDa, Sigma Aldrich, Munich, Germany) was dissolved at
15 w/v% in a mixture of formic acid (VWR International, Darmstadt, Germany) and acetic acid (VWR
International, Darmstadt, Germany) in a ratio 1:1, according to the protocol reported elsewhere [10].
For the fabrication of the composites ﬁbers, Ca containing MCM-41 particles were added to the
PCL solution (same concentration of the neat sample) in a ratio of 30 wt % respect to the polymer
amount. This ratio was selected according to the results of our previous investigations [10,11].
Electrospinning was performed by using a commercially available EC-CLI device (IME Technologies,
Geldrop, The Netherlands). The device is equipped with a climate control which allows the setting
and control of the temperature and relative humidity (RH) inside the electrospinning chamber. During
the optimization of the neat PCL process, the temperature was set at 23 ◦ C and different values of
relative humidity were tested, namely 25%, 30%, 40%, 50% and 60%. The optimized value (40%),
according to trial-and-error approach, was used for the fabrication of the composite mats. The device
was also equipped with a gas shield module able to optimize the Taylor cone and the nitrogen ﬂux
was set at 8 mL/min. The applied voltage was 20 kV, in particular +18 kV were applied to the metallic
nozzle with a diameter of 23 G and −2 kV were applied to a drum collector, rotating at 1000 rpm.
The distance between the nozzle and the collector was 15 cm and both the solution and the suspension
were dispensed at 1.3 mL/h. The duration of the electrospinning process was ﬁxed for all samples
at 30 min.
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2.4. Electrospun Mats Characterization
The optimization of the RH values for the neat PCL electrospun mats was carried out
by investigating the variation in ﬁber morphology related to the variation of the RH values.
The morphology of all obtained ﬁbers was also investigated after immersion in SBF solution using
SEM after sputtering with gold (Sputter coater Q150T, Quorum Technologies, Darmstadt, Germany).
Fiber average diameters and pore size were calculated by using the software ImageJ and the plugin
DiameterJ [33,34] on SEM micrographs and measuring 50 ﬁbers. ATR-FTIR spectroscopy was used for
the conﬁrmation of the incorporation of the particles inside the polymeric mats and for the bioactivity
assessment. The ATR-FTIR spectra were collected in the range 4000–550 cm−1 , with 32 scans and a
resolution of 4 cm−1 (Nicolet 6700, Thermo Scientiﬁc, Schwerte, Germany). The mechanical properties
of the electrospun mats were assessed by performing a uniaxial tensile test at room temperature, with a
load cell of 50 N and a crosshead speed of 10 mm/min (K. Frank GmbH, Mannheim, Germany).
The electrospun samples were cut and ﬁxed in a paper frame, the sample measured area was
5 mm × 20 mm, as reported in a previous work [10]. The uniaxial tensile test was also performed
on the composite ﬁbers after immersion in SBF solution for one day. The acellular bioactivity test
was performed by immersing the electrospun mats in SBF solution (prepared as described above) up
to seven days. The ratio between the sample surface and the SBF volume was calculated according
to reference [30]. Before the immersion in SBF, the electrospun mats were ﬁxed on round scaffold
supports (Scaffdex, Sigma Aldrich, Munich, Germany). Contact angle measurements were performed
to assess the wettability of the electrospun mats and they were carried out by the release of 3 μL of
distilled water (Krüss DSA30, Hamburg, Germany).
Preliminary cell viability and cell morphology studies on the composite mats were performed by
using bone murine stromal cells ST-2 (Leibniz-Institut DSMZ—German Collection of Microorganisms
and Cell Cultures GmbH, Braunschweig, Germany). Electrospun samples were cut, ﬁxed on
scaffold supports (Scaffdex, Sigma Aldrich, Munich, Germany), placed in a 24-well plate and
disinfected after UV exposure for 30 min. No preconditioning was used for the electrospun mats.
Before the scaffold seeding, ST-2 cells were cultured for 24 h in RPMI 1640 medium (GibcoTM ,
Thermo Fisher Scientiﬁc, Schwerte, Germany), supplemented with 10% fetal bovine serum (Lonza,
Cologne, Germany) and 1% penicillin/streptomycin (Lonza, Cologne, Germany) and incubated
at 37 ◦ C with 5% CO2 . ST-2 cells were seeded onto the electrospun mats with a density of
2×104 cells/cm2 . After 24 h, to assess cell viability, Cell Counting Kit-8 (CCK-8) assay based on WST-8
(2-(2-methoxy-4-nitrophenyl)-3-(4-nitrophenyl)-5-(2,4-disulfophenyl)-2H-tetrazolium, monosodium
salt), (Sigma Aldrich, Munich, Germany) was performed in triplicate on neat PCL nanoﬁbers and
composite electrospun mats; cells seeded on the neat PCL microﬁbers with micrometric diameters,
obtained according to [10], were used as control. Brieﬂy, fresh RPMI 1640 medium containing
10% WST-8 was added to all the electrospun seeded samples. After sample incubation at 37 ◦ C
and 5% CO2 for 3 h, a microplate Elisa reader (PHOmo Elisa reader, Autobio Diagnostics Co.
Ltd., Zhengzhou, China) was used to measure the absorbance at 450 nm. Cell morphology and
adhesion on the composite electrospun mats was investigated by SEM analysis. Before performing
the SEM analysis, the seeded samples were ﬁxed using a ﬁxation solution containing glutaraldehyde,
paraformaldehyde, sucrose, and sodium cacodylate trihydrate (Sigma Aldrich, Munich, Germany).
Subsequently, sample dehydration was obtained using a series of ethanol concentrations in deionized
water. The samples were then dried in air and sputtered with gold (Sputter coater Q150T, Quorum
Technologies, Darmstadt, Germany).
3. Results
3.1. Ca_MCM-41 Particles Characterization
The obtained material from the MCM-41 synthesis is a white ﬁne powder characterized by low
agglomeration. The morphology and the microstructure of the obtained particles were assessed by
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SEM and HR-TEM analysis. The Ca_MCM-41 particles were characterized by spherical shape and
homogeneous size distribution, as shown in Figure 1.

Figure 1. SEM micrographs of calcium-containing MCM-41 (Ca_MCM-41) particles at low
magniﬁcation. (a) higher magniﬁcation; (b) show the homogeneity of particles size and shape.

The HR-TEM images, reported in Figure 2, showed the existence of a highly ordered hexagonal
array and streaks, structural features conﬁrming the formation of an ordered structure at the nanoscale.

Figure 2. HR-TEM images of Ca_MCM-41 particles at different magniﬁcations to evaluate the particle
shape, dimension and the ordered structure of the obtained material: (a) overview of Ca_MCM-41
particles; (b) detailed view of a single particle.

The capability of these Ca_MCM-41 particles to develop HCA was assessed in SBF solution for up
to seven days of immersion. Already after one day of immersion in SBF, the formation of HCA crystals
was detected by mean of SEM and reported in Figure 3. HCA crystals do not grow homogeneously
on the surface of the particles, but a single HCA layer seems to develop over time, enclosing the
Ca_MCM-41 particles. This formation of the HCA layer is particularly evident when comparing the
SEM micrographs of the Ca_MCM-41 particles before the immersion in SBF solution (Figure 1) and the
particles after immersion (Figure 3). The presence of the HCA deposition was also investigated using
FTIR spectroscopy. In particular, as showed in Figure 3d, it is possible to notice the bands related to
P–O asymmetric bending around 560 and 600 cm−1 and the bands ascribable to H2 O molecular at 1630
and 3450 cm−1 , correlated to the deposition of the HCA layer [35,36].
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Figure 3. SEM micrographs and FTIR spectra of Ca_MCM-41 particles after immersion in simulated
body ﬂuid (SBF) at different time points. SEM image after 1 day (a), 3 days (b), 7 days of immersion (c);
FTIR spectra (d) after 3 days (a) and 7 days (b) of immersion.

The pH variation of the SBF solution containing the Ca_MCM-41 particles was monitored overtime
and the results are shown in Figure 4. The pH of the solution increased over time, conﬁrming indirectly
that the particles released Ca2+ ions once in contact with SBF solution. The phenomenon of pH-increase
due to the presence of Ca2+ ions released from silica network-based particles and its mechanisms have
been already widely investigated in the literature [31,37] and the evidence of the pH increase, conﬁrms
the release of Ca2+ ions in the solution. Brieﬂy, after the immersion in SBF solution, Ca_MCM-41
particles exchange Ca2+ with H+ ions from SBF solution. This exchange induces an increase in the pH
of the solution and is due to the presence of mesopores, these particles showed high porosity, surface
area and reactivity which accelerate the ionic exchange [37].

Figure 4. Graph of pH variation with time of the SBF solution after the immersion of
Ca_MCM-41 particles.
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3.2. Optimization of Electrospinning Parameters
The optimization of the electrospinning parameters was performed on neat PCL. Different RH
values were evaluated, namely 25%, 30%, 40%, 50% and 60%. SEM analysis of the obtained electrospun
mats is reported in Figure 5. It was determined that in a quite wide range of RH values, between 30%
and 50%, it was possible to obtain stability in terms of ﬁber distribution and process yield. The lowest
and highest RH values, namely 25% and 60%, introduced ﬁber branching and non-homogeneous ﬁber
diameter distribution, as reported in Figure 5a,e. Based on such observations, the RH value of 40%
was selected as optimal and used for the fabrication of both the composite ﬁbers and the neat PCL
ﬁbers used as a control.

Figure 5. SEM analysis of neat PCL electrospun ﬁbers obtained by setting different values of relative
humidity (RH) : 25% (a), 30% (b), 40% (c), 50% (d) and 60% (e). Common scale bar 1 μm, higher
magniﬁcation micrographs in the insets with common scale bar of 200 nm.

Composite electrospun ﬁbers were characterized with SEM/EDS to identify particle distribution
inside the polymeric matrix. The Si and Ca amounts were clearly detected in the polymeric PCL matrix,
as reported by the map EDS analysis and the spectrum on the particle cluster, reported in Figure 6.
The average ﬁber diameter of the composite mats was 257 ± 52 nm, comparable with the average
ﬁber diameter of the neat PCL ﬁbers that was 200 ± 40 nm, as reported in our previous study [10].
The calculated average pore size of the composite electrospun mats was around 0.6 μm2 . This result
demonstrates that the presence of the particles did not affect ﬁber morphology in terms of average ﬁber
diameter and ﬁber diameter distribution within the indicated ranges. The contact angle measurements
showed hydrophobic behavior for both neat PCL and the composite electrospun mats, in particular,
the value for the neat PCL was 141 ± 3◦ , while the value for the composite mats was 144 ± 5◦ .
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Figure 6. SEM/EDS analysis of the composite electrospun mats. SEM with maps and details for C
(polymer component) and Si (from particles) (a) showing also the EDS spectrum on the particle cluster (b).

3.3. Mechanical Properties
As reported in the literature for both sample types, namely composite and neat polymeric
ﬁbers, two linear trends in the stress–strain curve could be observed. The ﬁrst one is due to the
load application, and the second could be ascribed to the ﬁber alignment before the sample fracture.
The mechanical properties, such as Young’s modulus, ultimate tensile strength (UTS) and tensile
strain are reported in Table 1. Comparable values were obtained for the Young’s modulus, even if the
presence of surface roughness increased the distribution of the measured values, as indicated by the
higher value of the standard deviation. After immersion in SBF for one day, a uniaxial tensile test was
performed on the composite ﬁbers, obtaining modulus and UTS values comparable to those of the
sample before immersion.
Table 1. Mechanical properties of the neat PCL and PCL composite electrospun ﬁbers.
Sample

Young’s Modulus (MPa)

UTS (MPa)

Tensile Strain (%)

Neat PCL1
PCL_Ca_MCM41
PCL_Ca_MCM-41 after
SBF

11.0 ± 0.8
13 ± 4

6.2 ± 0.9
3.3 ± 0.9

115 ± 2
49 ± 10

10 ± 2

2.4 ± 0.4

55 ± 3

1

Values from reference [10].
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A reduction in UTS and tensile strain could be related to weak adhesion at the interface between
Ca_MCM-41 particles and the polymeric matrix. To conﬁrm this relation between particle adhesion
and mechanical properties, SEM analysis was performed on the composite ﬁbers after the mechanical
test, as reported in Figure 7. As shown, the lack of strong adhesion between particles and the PCL
matrix can be noticed, and particles have detached from the cracks in the polymeric ﬁbers created
during the tensile test.

Figure 7. SEM micrograph of composite PCL_Ca_MCM-41 electrospun ﬁbers after the tensile test,
indicating lack of strong adhesion at the particle-PCL interface (arrows).

3.4. Chemical Characterization
The incorporation of Ca_MCM-41 particles inside the PCL electrospun mats was investigated
using ATR-FTIR analysis. In Figure 8 the FTIR spectra of the neat PCL electrospun ﬁbers (Figure 8a),
PCL_Ca_MCM-41 electrospun ﬁbers (Figure 8b), the subtraction spectrum (neat PCL subtracted from
composite spectrum, Figure 8c) and the Ca_MCM-41 spectrum (Figure 8d) are reported.
Both the spectra of the neat PCL ﬁbers and composite ﬁbers are dominated by the main PCL
bands, like CH2 asymmetric and symmetric stretching vibrations around 2950 and 2865 cm−1 ,
carbonyl stretching at 1720 cm−1 , asymmetric and symmetric C–O–C stretching around 1240 cm−1 and
1160 cm−1 [11]. New bands appear in the spectrum of composite ﬁbers (Figure 8b) and it is possible
to compare them with the Ca_MCM-41 particle spectrum (Figure 8d). The presence of Ca_MCM-41
particles could be identiﬁed by observing the new bands in the composite ﬁber spectrum (Figure 8b).
These bands are related to the presence of Si–O bonds, namely Si–O–Si stretching around 1100 cm−1 ,
Si–OH stretching around 1000 cm−1 and Si–O stretching around 800 cm−1 , and they are more evident
in the subtraction spectrum reported in Figure 8c and indicated with dotted lines.
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Figure 8. ATR-FTIR spectra of neat PCL electrospun ﬁbers (a), PCL_Ca_MCM-41 composite electrospun
ﬁbers (b), the subtraction spectrum (neat PCL ﬁbers subtracted from the composite ﬁber spectrum,
(c) and the Ca_MCM-41 particle spectrum (d). Peaks of relevance are discussed in the text.

3.5. Bioactivity Assessment
Electrospun composite mats were immersed in SBF solution to assess the mats’ bioactivity.
As reported in Figure 9, it is not possible to detect any biomineralization on the ﬁbers, because the
particles were released from the ﬁbers already after one day of immersion in SBF solution. In fact,
in Figure 9a the sample morphology after one day of immersion in SBF solution is presented, showing
the presence of holes in the ﬁbers in place of the particles. The same morphology was shown after
seven days of immersion in SBF solution, as reported in Figure 9b, showing that no further ﬁber surface
modiﬁcations occurred between one and seven days of immersion.

Figure 9. SEM micrograph of PCL_Ca_MCM-41 electrospun mats after 1 day (a) and 7 days (b) of
immersion in SBF solution. Scale bar 1 μm and for the inset scale bar 200 nm.
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FTIR analysis also conﬁrmed that the presence of MCM-41 cannot be detected in the composite
electrospun samples after the immersion in SBF solution. As reported in Figure 10, the bands in the
range 1000–1200 cm−1 , ascribable to Si-O bonds, that are visible in PCL_Ca-MCM-41 composite ﬁbers
before immersion (Figure 10b), are not detected in the same sample after one day of immersion in SBF
solution (Figure 10c). No differences were noticed after one day or seven days of immersion in SBF
solution (Figure 10c,d), because already after one day of immersion all particles were released from the
composite ﬁbers.

Figure 10. ATR-FTIR spectra of neat PCL ﬁbers (a) and composite PCL_Ca_MCM-41 ﬁbers (b) before
immersion in SBF solution and PCL_Ca_MCM-41 ﬁbers after immersion in SBF solution for 1 day (c)
and 7 days (d).

3.6. Cell-Composite Scaffold Interactions: Preliminary Tests
Cell viability on the composite scaffolds was assessed by using WST-8 assay. The results showed
increased cell viability for the neat PCL nanoﬁbers and composite PCL_Ca_MCM-41 ﬁbers with respect
to the neat PCL microﬁbers used as a control, as reported in Figure 11. No signiﬁcant differences were
detected between the neat PCL nanoﬁbers and composite PCL_Ca_MCM-41ﬁbers, indicating that the
presence of MCM-41 did not affect the cell viability on the polymeric mats.
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Figure 11. Cell viability measured by using WST-8 assay on seeded electrospun samples of neat PCL
microﬁbers, neat PCL nanoﬁbers and composite PCL_Ca_MCM-41 ﬁbers.

SEM analysis performed on the seeded composite ﬁbers to evaluate the expressed cell morphology,
reported in Figure 12, showed a good adhesion of the cells on the electrospun composite mats with
the typical phenotype of bone stromal cells; it is possible to observe this in the micrographs at higher
magniﬁcation (Figure 12b and its inset). It is also possible to notice that the cell’s body shows a
very spread morphology, following the electrospun ﬁber structure and orientation, and no negative
inﬂuence of the ﬁbers on cells was detected.

Figure 12. SEM micrographs of ST-2 cells seeded onto PCL_Ca_MCM-41 composite electrospun mats
at different magniﬁcations: 200× (a) and 10,000× (b).

4. Discussion
The development of composite organic–inorganic ﬁbers is attractive for several applications
related to the fabrication of scaffolds for tissue engineering.
The incorporation of mesoporous silica particles in electrospun polymeric mats has already
been reported in the literature [27,28]. In particular, Song et al. [27] prepared rhodamine B
(RHB)-loaded mesoporous silica particles and ﬂuorescein (FLU)-loaded mesoporous silica particles.
Both particle types were incorporated in a solution of poly(lactic-co-glycolic acid) (PLGA) dissolved in
N,N-dimethylformamide (DMF) and tetrahydrofuran (THF), fabricating a dual-drug-loaded system.
They reported a successful co-delivery system of both hydrophilic and hydrophobic drugs loaded
on mesoporous silica nanoparticles. It is interesting to notice that for both drugs, the release is not
related to the dissolution or detachment of the nanoparticles, since they were still visible in the
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SEM micrographs after the release of the drugs. Mehrasa et al. [28] also reported the successful
incorporation of mesoporous silica nanoparticles in PLGA and PLGA/gelatin electrospun nanoﬁbers.
The nanoparticles were added to the polymer and blend solution and hexaﬂuoro-2-propanol (HFP)
was used as the solvent for electrospinning. They also reported an increase in the value of the Young’s
modulus and the UTS related to the addition of mesoporous nanoparticles, while a reduction in the
elongation was observed for the composite samples. These data are not supported by morphological
analysis of ﬁbers after tensile tests and it is not possible to compare or correlate these results with the
adhesion between the particles and the polymeric matrix.
Most literature on the use of electrospinning for the incorporation of nano and/or microsized
particles inside polymeric ﬁbrous mats is related to applications to bone tissue engineering [38–40],
but other applications for soft tissue regeneration or wound healing have also been reported [12,27,41].
In the present work, the optimization of the synthesis of calcium-containing MCM-41 particles
was presented. The bioactivity of the obtained particles was conﬁrmed. As an interesting application,
these particles were dispersed in a PCL solution and processed with the electrospinning technique
for potential applications as drug delivery systems and scaffolds for tissue engineering. The use of
benign solvents is highlighted as this will enable the use of particles loaded with bioactive molecules
for drug delivery.
The optimization of the electrospinning process parameters plays a pivotal role in the obtainment
of bead-free ﬁbrous mats, in particular when benign solvents are used. Besides the process parameters,
environmental parameters also affect ﬁber morphology [6]. In the present work, stability in terms of
ﬁber morphology was obtained at a wide range of RHs, between 30 and 50%.
After the optimization of the neat PCL ﬁbers, Ca_MCM-41 particles were successfully
incorporated, as shown in the SEM/EDS and FTIR analyses. The average ﬁber diameter was not
affected by the addition of the particles, and only an increase in the standard deviation value was
reported, likely due to the different rheological properties of the suspension compared to the neat PCL
solution, as previously reported in the literature [10,14]. Usually, the differences in terms of solution or
suspension properties require separated electrospinning optimization processes, obtaining different
optimal parameters, but in the present work all the process parameters were kept constant and a
comparable average ﬁber diameter was obtained. In literature, an increase in average ﬁber diameter
related to the introduction of particles in the polymeric solution is usually reported, for example by
Gönen et al. [14], but this increase should also relate to the particles size. In fact, in the present study
the viscosity of the suspension was comparable to the neat PCL solution.
The mechanical properties of the obtained ﬁbers were not enhanced by the addition of the particles.
This trend has been already reported in the literature and it is highly likely related to the lack of strong
adhesion of the particles to the polymer ﬁbrous matrix [10,42], also documented by the SEM analysis
performed on the composite ﬁbers after the tensile tests (Figure 7). Another conﬁrmation of the weak
interaction between the inclusions and the PCL matrix was provided by the results of the uniaxial
tensile tests performed after the immersion for one day in SBF, in fact the obtained comparable values
showed that the mechanical properties were not modiﬁed after the release of the particles. This weak
interaction between the particles and PCL matrix may be beneﬁcial when the particles are loaded with
drugs or biomolecules to facilitate the release of the molecules, without affecting the macroscopic mats
ﬁbrillary structure, preserving the mechanical function of the scaffold. In fact, after the release of the
Ca_MCM-41, it is possible to observed cracks and holes on the ﬁber surface, but the ﬁbers structure
is preserved. Another advantage of this system is represented by the fact that the released particles
are embedded in the polymer ﬁbers. For this reason, it is possible to target the particle release in situ
where the scaffold is implanted. It could be also considered that the release can be tailored by both the
concentration of particles in the ﬁbers and the extent of degradation of the ﬁbers.
The acellular bioactivity of the composite electrospun ﬁbers was assessed by immersion in
SBF solution. Conversely from the results obtained on the Ca_MCM-41 particles, the composite
PCL_Ca_MCM-41 ﬁbers were not bioactive, in fact no deposits of HCA were observed on the ﬁber
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surface. All the particles incorporated inside the PCL ﬁbers were already released after one day
of immersion in SBF solution, leaving pores on the ﬁber surfaces. The release of the particles was
conﬁrmed by SEM and ATR-FTIR analyses.
Encouraging preliminary results about cell viability and cell adhesion on the composite
electrospun mats were reported. Further studies are ongoing to investigate cell migration inside
the electrospun scaffolds, and cell proliferation and differentiation induced by the electrospun
composite ﬁbers.
The obtained results are relevant and broaden the ﬁeld of applications of composite electrospun
mats that could be used for the fabrication of scaffolds for soft tissue engineering, but also for
the fabrication of multilayered scaffolds providing layers which do not require biomineralization
(no bioactivity) and as complex drug delivery systems.
5. Conclusions
Calcium-containing MCM-41 particles were successfully synthesized and a proof of concept of
their use for the fabrication of composite electrospun ﬁbers was reported. Composite electrospun
ﬁbers were obtained after the optimization of the electrospinning parameters for both the composite
sample and the neat PCL solution, used as control. Benign solvents for the electrospinning were used
for the fabrication of PCL and PCL_Ca_MCM-41 composite ﬁbers, obtaining homogeneous particle
distribution inside the electrospun mats. The particle incorporation in the polymeric electrospun mats
was conﬁrmed by SEM/EDS and FTIR analysis. The bioactivity of the Ca_MCM-41 particles was not
preserved, because the particles were already released from the electrospun mats after one day of
immersion in SBF solution. The obtained composite ﬁbers are promising for applications in tissue
engineering involving drug delivery.
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Abstract: Current knowledge indicates that the molecular cross-talk between stem cells and
biomaterials guides the stem cells’ fate within a tissue engineering system. In this work, we have
explored the effects of the interaction between the poly(L-lactide) acid (PLLA) polymer ﬁlm and
human adult adipose stem cells (hASCs), focusing on the events correlating the materials’ surface
characteristics and the cells’ plasma membrane. hASCs were seeded on ﬁlms of pristine PLLA
polymer and on a PLLA surface modiﬁed by the radiofrequency plasma method under oxygen ﬂow
(PLLA+O2 ). Comparative experiments were performed using human bone-marrow mesenchymal
stem cells (hBM-MSCs) and human umbilical matrix stem cells (hUCMSCs). After treatment with
oxygen-plasma, the surface of PLLA ﬁlms became hydrophilic, whereas the bulk properties were
not affected. hASCs cultured on pristine PLLA polymer ﬁlms acquired a spheroid conformation.
On the contrary, hASCs seeded on PLLA+O2 ﬁlm surface maintained the ﬁbroblast-like morphology
typically observed on tissue culture polystyrene. This suggests that the surface hydrophilicity is
involved in the acquisition of the spheroid conformation. Noteworthy, the oxygen treatment had no
effects on hBM-MSC and hUCMSC cultures and both stem cells maintained the same shape observed
on PLLA ﬁlms. This different behavior suggests that the biomaterial-interaction is stem cell speciﬁc.
Keywords: cytoskeleton architecture; stem cell fate; regenerative medicine

1. Introduction
A growing number of studies indicate that stem cells seeded on a biomaterial respond to the
surrounding environment by activating nanoscale interactions with extracellular milieu following
a scheme that recapitulates the tissue/organ interplays [1–4]. The ﬁrst critical event occurs at the
stem cell-material interface. This involves the materials’ surface characteristics and the living cells’
Polymers 2018, 10, 140
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plasma membrane. In fact, several classes of proteins may be able to establish a bonding with the
materials’ surface molecules, generating a biochemical signal cascade (mechanotransduction axis),
that is transmitted to the cell nucleus, modulating the chromatin conformation and inducing a peculiar
gene expression proﬁle. As an outcome, stem cells could steer the phenotype toward a different
speciﬁcation lineage [5–14].
Thus, understanding the molecular events taking place at the stem cell-biomaterial interface is
instrumental for generating a functional biohybrid system for applications in regenerative medicine.
Within this aim, we are studying the stem cell-biomaterial interaction in ex vivo models, consisting
of poly(L-lactide) acid (PLLA) polymer-based ﬁlms and stem cells.
Polylactic polymer is a bio-based polymer produced from renewable resources and currently
is one of the most extensively used biodegradable aliphatic polyesters [15–17]. Many research
groups have been studying PLLA polymers in various formulations: both PLLA and poly(D-lactide)
(PLDA)enantiomers of PLA stereo-complex structures; ﬁlms or ﬁbrous forms; and in combination with
other molecules to generate nanocomposite materials [5,16–18].
In this issue, we have produced ﬁbrous and ﬁlms of PLLA polymers and nanocomposites and
have investigated their effects on several types of stem cells [5,7,15,19,20]. We have demonstrated
that human bone-marrow mesenchymal stem cells (hBM-MSCs), murine-induced pluripotent stem
cells (miPSCs), and murine embryonic stem cells (mESCs) responded to ﬁbrous electrospun PLLA
polymer in a similar way, maintaining shape, proliferation rate, adhesion, and stemness phenotype,
as on conventional tissue culture polystyrene (TCP) cultures [7]. This contrasts with the acquisition
of an osteogenic-differentiation lineage observed when the above stem cell types were seeded on
nanocomposite PLLA/hydroxyapatite [7]. We have also uncovered that human umbilical cord matrix
stem cells (hUCMSCs) cultured on ﬁlms of PLLA lost the canonical ﬁbroblast-like morphology typically
observed on TCP, acquired three-dimensional spheroid conformations, and were steered toward an
Epiblast-like phenotype [5]. Conversely, murine and human BM-MSCs cultured on the same ﬁlms of
PLLA polymer maintained the ﬁbroblast-like morphology, the adhesion, the proliferation rate, and the
multipotential properties as typically observed when cultured on TCP [19,20].
Together these ﬁndings suggested that the stem cells respond to the PLLA polymer differently,
depending on the pristine polymer, the nanocomposite, and the chemical-physical properties of the
material [5,7,15,19,20].
Starting from these results, we further investigated the potentials of PLLA polymer ﬁlms on more
types of adult stem cells.
In this work, we present data on the effects of PLLA polymer films on adult human adipose stem
cells (hASCs). These cells were selected based on the mesenchymal origin, as hBM-MSCs and hUCMSCs
previously investigated, and on their potentials in regenerative medicine application [5,21–23].
We cultured hASCs on PLLA polymer ﬁlms and evaluated their effect on stem cells in terms
of morphology, adhesion, and stem cell markers. Moreover, to establish the relevance of the stem
cells-PLLA interface interaction, comparative experiments were performed with hASCs, hBM-MSCs,
and hUCMSCs cultured on the PLLA polymer ﬁlms modiﬁed with oxygen-plasma treatment
(PLLA+O2 ).
We demonstrated that hASCs grew on PLLA as spheroids. We also showed that the
oxygen-plasma treatment changed the surface hydrophilicity of PLLA and that this surface
modiﬁcation inﬂuenced the hASCs shape and cell adhesion. hASCs lost the capability to form
spheroids and maintained their original ﬁbroblast-like morphology, typically observed on TCP. Notably,
the treatment with oxygen of PLLA had no effect on hUCMSCs and hBM-MSCs that maintained the
same behavior as on PLLA.
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2. Materials and Methods
2.1. Preparation and Caracterization of PLLA Polymer Films
2.1.1. Processing of PLLA Films
Poly(L-lactide)acid (PLLA) biodegradable polymer, with a molecular weight (Mn ) of
120,000 g/mol and a polydispersity index (Mw /Mn ) of 1.27, was supplied by Purac Biochem
(Amsterdam, The Netherlands). PLLA ﬁlms were prepared as previously reported by the solvent
casting method, in chloroform (CHCl3 ), by using 10% w/v as polymer/solvent ratio [5,20]. PLLA was
completely dissolved in CHCl3 by magnetic stirring for 5 h and, after the mixture was casted onto
a Teﬂon substrate and air dried at room temperature (RT) for 24 h, stirred for a further 48 h in vacuum.
Films of 60 mm in diameter and 0.2 mm in thickness were obtained.
2.1.2. PLLA Oxygen-Plasma Treatment Films
The surface of PLLA ﬁlms were treated by means of the radio frequency (RF) plasma method
under oxygen (O2 ) ﬂow by using a Sistec apparatus (Sistec, Binasco, Italy), with a Huttinger power
supply at 13.56 MHz. The ﬁlms were placed into a stainless-steel chamber, evacuated for 1 h until
the pressure (P) was 9 × 10−3 Torr. The O2 ﬂow was maintained at 60 standard cm3 /min (sccm).
The deposition conditions were: power supply: 20 W; bias voltage: 220 V; pressure: 1 × 10−1 Torr.
Treatment time was 10 min. Process parameters were selected to obtain modulated surface features,
speciﬁcally, morphology and wettability, without modifying the bulk PLLA chemical properties,
according to our previous works [24].
2.1.3. PLLA and PLLA+O2 Film Characterization
The surface microstructures were analyzed by ﬁeld emission scanning electron microscope
(FESEM Supra 25, Zeiss, Baden-Württemberg, Germany). A piece of PLLA ﬁlm (1 cm × 1 cm) was
gold coated with an Agar automatic sputter-coater and then analyzed.
Water static contact angle (WCA) measurements were used to measure the wettability of PLLA
and plasma-treated PLLA ﬁlms. The contact angles were assessed using the sessile drop method
in air using a FTA1000 analyzer. Drops of 20 μL (high-performance liquid chromatography grade
water) were placed on ﬁlms and measurements were recorded 10 s after the liquid made contact with
the surface.
PLLA bulk properties. Mechanical properties were performed by the tensile test method in
a digital Lloyd testing machine, on rectangular samples. Infrared spectroscopy was carried out in ATR
mode, by using a JASCO FT-IR 615 spectrometer (Cremella, Italy). Thermal properties were analyzed
by differential scanning calorimeter (DSC, Mettler Toledo 822/e, Milano, Italia) and were conducted
from −25 to 210 ◦ C, at 10 ◦ C min−1 , with two heating and one cooling scans.
2.1.4. Protein Adsorption
Protein adsorption assessments were performed by transferring on PLLA and on PLLA+O2 ﬁlm
surfaces 200 μL of: bovine serum albumin (BSA 2 mg/mL, Sigma Aldrich, St. Louis, MI, USA), fetal
bovine serum 2% (FBS, Euroclone, Pero, Italy), FBS 10% (Euroclone), and plasma from normal donors
at a dilution of 1:10 (5 mg/mL). Proteins were incubated for either 30 min or 24 h at 37 ◦ C, according
to our previous work [6]. After three washing steps in H2 O, total protein content was measured by
the Bradford method using BSA as reference curve standard. Absorbance (595 nm) was measured
using a microtiter plate reader (ELISA reader, GDV-DV990BV6, Roma, Italy) [25]. Every sample was
analyzed in three independent experiments. Data reported are the mean value ± the standard error of
the mean of each group.

377

Polymers 2018, 10, 140

2.2. Isolation and Culture of Human Adult Stem Cells
2.2.1. Adipose Stem Cells
Adipose stem cells were isolated from lipoaspirate adipose tissue according to our procedure [26,27].
Lipoaspirate was obtained from healthy donor patients undergoing plastic intervention, after collecting
written consent, according to Ethical Committee’. Briefly, after extensively washing in phosphate-buffered
saline (PBS) containing 5% penicillin/streptomycin (EuroClone, Pero, Italy), lipoaspirate fragments were
incubated 40 min at 37 ◦ C, 5% carbon dioxide (CO2), with 0.075% collagenase type I prepared in PBS
containing 2% penicillin/streptomycin for tissue digestion, and then neutralized by adding 5 mL of
DMEM (Dulbecco’s Modified Eagle Medium, EuroClone, Pero, Italy) containing 20% heat inactivated
fetal bovine serum (FBS, EuroClone, Pero, Italy). The digested fragments were centrifuged at 300× g,
the pellet washed with PBS 2% penicillin/streptomycin, and centrifuged at 300× g for 5 min. Finally,
the cell pellet was re-suspended in growth medium (DMEM) supplemented with FBS 10%, 1% L-glutamine
(EuroClone, Pero, Italy), 1% penicillin/streptomycin) plated in tissue culture flasks (TCP) and incubated at
37 ◦ C, 5% CO2. hASCs started to grow as adherent fibroblast-like cells. The medium was changed every
three days.
FACScan ﬂow cytometry. To assess the cell phenotype, isolated stem cells underwent ﬂow
cytometry analysis. Stem cells were ﬁxed on 3.7 paraformaldehyde and incubated with the following
conjugated antibodies in PBS, pH 7.2, 0.5% BSA, and 2 mM EDTA: Integrin beta-1/CD29 antibody
(MEM-101A), FITC conjugate; CD90/Thy-1 antibody (eBio5E10), FITC conjugate; CD105/Endoglin
Antibody (SN6), RPE conjugate; CD44/H-CAM antibody (IM7), PerCP-Cy5.5 conjugate; CD45/PTPRC
antibody (HI30), Paciﬁc Orange conjugate, all from Molecular Probes. The cells were analyzed
with the Attune® Acoustic Focusing Cytometer (Thermo Fisher Scientiﬁc, Waltham, MA, USA)
cytoﬂuorometer. The same procedure was used to analyze the phenotype of hASCs after culture
on PLLA and on PLLA+O2 ﬁlms. Cells that acquired spheroid conformation were previously
disaggregated with 0.05% Collagenase P (Roche, Basel, Switzerland), 2 RT, and mechanical pipette
action. Cells were electronically gated according to light-scattering properties to discriminate cell
debris. Isotype-matched nonspeciﬁc antibodies were used as a negative control and 5000 events were
recorded per each condition.
2.2.2. Bone Marrow-Mesenchymal Stem Cells
hBM-MSCs were isolated from bone marrow obtained during washouts of the medullary cavities
of the femurs of patients undergoing primary total hip replacement and cultured as previously
described [6,7,28]. Informed consent was obtained from all donors and the institutional ethical
committee approved the procedures. Mononuclear cells were isolated according to density gradient on
lympholyte (Cedarlane Laboratories Limited, Hornby, ON, Canada) and were seeded in culture ﬂasks
at a density of 2.5 × 106 cells in control medium consisting of RPMI-1640 (Euroclone, Milano, Italy)
medium containing FBS 10%, 2 mM l-glutamine, and 1% penicillin–streptomycin (Euroclone)
in a humidiﬁed atmosphere and 5% CO2 at 37 ◦ C. After 5 to 7 days, the non-adherent cells were
removed, and fresh medium was added to the ﬂasks. After 15 days, a ﬁbroblast-like colony started to
grow. The medium was changed every three days.
2.2.3. Umbilical Blood Matrix Stem Cells
hUCMSCs were isolated from matrix of cord blood and expanded in culture according to our
protocol [5,29]. At the end of gestation, human umbilical cords, collected after caesarean deliveries,
under ofﬁcial consent of the Hospital Board at University of Perugia (Perugia, Italy) and patient’s
own informed consent was sent us from the Department of Obstetrics and Gynecology. The cord
was cut into pieces (about 10 cm) and injected by a syringe with the digestion solution: 77 mM NaCl,
0.1 mg/mL bovine serum albumin (BSA, Biochrom, Biopsa, Milan, Italy), 1.5 mg/mL hyaluronidase
(Sigma Aldrich), 0.5 mg/mL liberase puriﬁed enzyme blend (Roche, Milan, Italy), in 0.02 M phosphate
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buffer at pH 7, containing 77 mM NaCl and 0.01% BSA, pre-warmed at 37 ◦ C. The tissue digest was
ﬁrst spun at 1500 rpm for 5 min at 4 ◦ C, and thereby resuspended in DMEM with antibiotics. Residual
RBC’s were removed by LymphoprepTM gradients at 1850 rpm for 20 min at 4 ◦ C. hUCMSCs were
seeded at a concentration of 250,000 per ﬂask pre-treated with hyaluronic acid, in FBS 2% culture
medium, according to Weiss [30]. After 24 h, EGF (1 ng/mL) (Peprotech, LiStarFish, Milano, Italy) and
PDGF-BB (10 ng/mL) (Peprotech) were added to the culture ﬂasks. The cells were maintained at 37 ◦ C
in a humidiﬁed atmosphere with 5% CO2 . Cell expansion throughout 80% conﬂuence was achieved by
treatment with 0.05% trypsin/EDTA (Gibco, Invitrogen, Milan, Italy) for 3 min at 37 ◦ C. The medium
was changed every three days.
2.3. Culture of Human Adipose Stem Cells on PLLA and PLLA+O2 Films
PLLA and PLLA+O2 ﬁlms were cut into 1 cm2 snippets squares, sterilized through immersion
in pure ethanol for 30 min, followed by ﬁve rinses in PBS, and then deposited in a 24-well plate. Stem
cell suspensions of 3 × 103 stem cells were seeded dropwise, on sterilized ﬁlms, and 500 μL of culture
medium was gradually added to each snippet. Stem cell-PLLA and -PLLA+O2 cultures were incubated
at 37 ◦ C in a humidiﬁed atmosphere with 5% CO2 . The medium was changed every three days. As an
internal control, experiments were performed seeding stem cells on tissue culture polystyrene (TCP).
Cultures were conducted at different time points (from day 0 to day 21) and evaluated for proliferation,
viability, morphology, and expression of stem cell markers.
2.4. Culture of Human BM-MSCs and Human UCMSCs on PLLA and PLLA+O2 Films
Stem cell suspensions of 3 × 103 stem cells (both hBM-MSCs and hUCMSCs) were seeded
dropwise on 1 cm2 snippet squares of PLLA and PLLA+O2 ﬁlms, as above described. Stem cell-PLLA
and -PLLA+O2 cultures were incubated at 37 ◦ C in a humidiﬁed atmosphere with 5% CO2 . The medium
was changed every three days. As an internal control, experiments were performed by seeding stem
cells on TCP.
2.5. Cells Viability Assay
Stem cell viability was evaluated by incubating 3 × 103 cells/mL cultured on PLLA and PLLA+O2
at different time points (1, 2, 3, 5, 7, 14, and 21 days) with XTT (2,3-bis[2-Methoxy-4-nitro-5-sulfophenyl]2H-tetrazolium-5-carboxyanilide inner salt) (Sigma Aldrich) according to the manufacturer’s
recommendation and our previous works [5,26]. As an internal control, parallel experiments were
conducted by seeding stem cells on TCP. Interference effects of PLLA and PLLA+O2 snippet squares
without cells on XTT assay were also considered.
The absorbance of the samples was measured using a microtiter plate reader (ELISA reader,
GDV, Roma, Italy) at 450 nm with a reference wavelength at 650 nm.
The presence of dead cells was monitored by counting stem cells in a haemocytometer by using
the Trypan Blue reagent.
2.6. Immunoﬂuorescences
Immunostaining was performed as previously described [5,7,28]. Brieﬂy, cells on PLLA
and on PLLA+O2 snippet squares were rinsed twice with PBS, ﬁxed in 4% paraformaldehyde
for 20 min and, after PBS washing, permeabilized and incubated in blocking solution
(PBS + FBS 10%, 0.1% Triton X-100) for 1 h at room temperature (RT). Samples were
incubated with phalloidin (Alexa-ﬂuor-488 phalloidin, Invitrogen, Grand Island, NY, USA)
for 20 min, or overnight at 4 ◦ C with several primary antibodies: anti-Vinculin (Abcam,
Cambridge, UK), anti-Myosin-IIA (Santa Cruz Biotechnology, Inc., Dallas, TX, USA), anti-Filamin-A
(Santa Cruz Biotechnology, Inc., Dallas, TX, USA), and anti-Lamin-B (Santa Cruz Biotechnology, Inc.,
Dallas, TX, USA). In the latter cases, after being washed with PBS, they were stained with Alexa-Fluor
488-nm conjugated secondary antibodies (Invitrogen) for 1 h at room temperature.
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Finally, after being washed with PBS, samples were mounted and nuclei were counterstained with
Vectashield® with DAPI (4,6-diamidino-2-phenylindole; Vector Laboratories Inc., Burlingame, CA, USA).
Immunofluoresces were evaluated by fluorescence microscope Eclipse-TE2000-S (Nikon, Tokyo, Japan)
equipped with the F-ViewII FireWire camera (Soft Imaging System, Olympus, Germany).
Interference of PLLA and PLLA+O2 snippet squares without cells was evaluated to the
ﬂuorescence microscope.
2.7. Image Analysis
The nuclear shape index [5] was evaluated in cells cultured on each substrate. Five different areas
were photographed (20× magniﬁcation, 20× Plan Fluo NA0.5) and an average of 300 nuclei were
analyzed. To quantify the variation of nuclear shape index (NSI), the area and perimeter of nuclei were
measured by Fiji (Fiji Life-Line version, 22 December 2015) on ﬂuorescent-stained DAPI images and
used to calculate the NSI from the relationship:
NSI =

(4π × area)
perimeter2

(1)

NSI values range from 0 (elongated, elliptic morphology) to 1 (circular shape).
The edge detection method was used to detect the location of the leading edge with a
custom-written automated method in MATLAB software that automatically generate the Prewitt image.
Brieﬂy, the image was imported in ‘RGB.bmp’ format (imread) and doubled (im2double). The Prewitt
operator was applied to the doubled image by specifying a 5 × 5 mask, with the two convolution
kernels Gx = [2 2 4 2 2; 1 1 2 1 1; 0 0 0 0 0; −1 −1 −2 −1 −1; −2 −2 −4 −2 −2] and Gy = [2 1 0 −1 −2;
2 1 0 −1 −2;4 2 0 −2 −4; 2 1 0 −1 −2; 2 1 0 −1 −2], which are convolved with the original image to
calculate approximations of the derivatives (one for horizontal and one for vertical changes). The ﬁnal
image G= Gx2 + Gy2 for each RGB channel was saved.
2.8. Field Emission Scanning Electron Microscopy (FESEM)
Stem cell–ﬁlm interaction was evaluated by FESEM at each time point of culture. Samples
were rinsed twice with PBS and ﬁxed in 2.5% glutaraldehyde for 30 min at RT, then dehydrated by
adding progressively more concentrated ethanol (5–100% v/v) every 5 min, and ﬁnally dried by the
critical point machine (CPD, Emitech K850). Once dried, the samples were gold sputter-coated before
examination by FESEM (Supra 25 Zeiss), at an accelerating voltage of 5 kV.
2.9. Statistical Analysis
Data analyses were reported as the mean ± SEM (GraphPad 4.03 Software, San Diego, CA, USA, 2011).
p ≤ 0.05 was considered statistically significant.
3. Results
3.1. PLLA and PLLA+O2 Film Characterization
In this work we developed ﬁlms of pristine poly(L-lactide)acid (PLLA) polymer and ﬁlms of PLLA
polymer treated with oxygen-plasma (PLLA+O2 ) (Figure 1). Films of PLLA were made according to
our previous works by using the solvent casting procedure [5,20]. PLLA polymer ﬁlms were optically
transparent and have a thickness of 250 μm. Mechanical property measurements showed a Young’s
modulus of 680 MPa and an elongation at break of 144%. No variations were observed in oxygen
treated samples.
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Figure 1. PLLA and PLLA+O2 polymer ﬁlms. (a) Representative FESEM images of PLLA and PLLA+O2
surface morphology; (b) WCA images of PLLA and PLLA+O2 surfaces (see method for details); and (c)
protein adsorption is reported as mean ± SEM. Clear ﬁll bar: PLLA; patterned ﬁll bar: PLLA+O2 .

DSC analysis revealed that the plasma surface treatment did not affect the thermal properties
of the PLLA polymer ﬁlm. The melting temperature was about 172 ◦ C for neat PLLA and for PLLA
oxygen treated samples, with a percentage of crystallinity around 50% for all systems. Thus, the oxygen
plasma process did not affect the characteristic thermal transitions of the polymer matrix.
The overall data conﬁrmed our previous ﬁndings [24,31] and indicated that the treatment with
oxygen-plasma modify the surface of the pristine PLLA without changing PLLA’s bulk properties.
3.1.1. Surface Morphology Characterization of PLLA and PLLA+O2
FESEM images show the surface morphology of PLLA and PLLA+O2 ﬁlms. Pristine PLLA
presented a detectable roughness with a speciﬁc topology (e.g., parallel lines) that was induced by the
Teﬂon topography, used for the casting samples’ preparation (Figure 1a). Images also revealed the
etching effect of the oxygen plasma treatment of PLLA (Figure 1a). It is well known that the plasma
treatment of surfaces gave a mass reduction due to ion etching [31]. Increasing the magniﬁcation,
the images show the presence of nanostructured surfaces, induced by the oxygen treatment.
3.1.2. Wettability Measurements
Water static contact angle (WCA) measurements were performed to study the effects of plasma
treatment on surface wettability. Due to PLLA’s hydrophobic nature, PLLA ﬁlms have hydrophobic
behaviors. Ten minutes of radio frequency oxygen-plasma treatment with RF ﬁxed at 30 W of power
decreased the water contact angle of the pristine PLLA from 90◦ to less than 10◦ , changing the surface’s
properties from hydrophobic to hydrophilic (Figure 1b).
Modulating the parameters of the oxygen treatment we may control the wettability properties.
Low power supply values (i.e., 10 W, [24]) permit increasing the wettability, obtaining materials
with 50◦ WCA. Hence, the power level and treatment time were selected in order to obtain lower
values of WCA and, at the same time, to maintain the polymer’s chemical stability. According to
our study [24], spectra analysis conﬁrmed that this treatment did not induce chemical changes in the
carbonyl (1756 cm−1 ) and in the C–O–C (1080 cm−1 ) stretching peaks (data not shown).
3.1.3. Protein Adsorption
Figure 1c shows the adsorption of BSA (2 mg/mL), FBS 2%, FBS 10%, and plasma (5 mg/mL) on
PLLA and on PLLA+O2 ﬁlms at two different time points, 30 min and 24 h, of protein incubation.
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We observed an increase of adsorption level of FBS 2%, FBS 10%, BSA, and plasma on PLLA+O2
compared to PLLA. The increase was higher at 24 h compared to 30 min of incubation on both polymer
ﬁlms and was more evident for FBS 10% and plasma (Figure 1c). The highest increase in protein
adsorption on both ﬁlms of plasma and FBS 10% (>FBS 2%) is a consequence of the highest protein
concentration in these samples.
3.2. Culture of hASCs on PLLA and PLLA+O2
hASCs were seeded on ﬁlms snipped into squares (Figure 2a). hASCs grew generating spheroids
attached to the PLLA surface. On the contrary, hASCs cultured on PLLA+O2 ﬁlms maintained the
canonical monolayer ﬁbroblast-like morphology, typically observed on TCP (Figure 2b).

Figure 2. hASCs cultured on PLLA and PLLA+O2 polymer ﬁlms. (a) Schematic of hASCs on PLLA
and PLLA+O2 culture platforms; (b) brightﬁeld representative images of hASCs on TCP, PLLA, and
PLLA+O2 ; (c) FESEM representative images highlight the hASCs spheroids organization on PLLA
ﬁlm and the monolayer ﬁbroblast-like shape on PLLA+O2 ﬁlm; (d) hASCs viability (XTT assay) on
TCP, on PLLA, and on PLLA+O2 ; and (e) expression of mesenchymal stem cell markers in hASCs at
different time points of culture (0, 3, 7, 14, 21) on TCP, on PLLA, and on PLLA+O2 . Average values for
mesenchymal phenotype markers shown by hASC (n = 3) are reported as the mean ± SEM.

382

Polymers 2018, 10, 140

The different cellular organization of hASCs on PLLA and on PLLA+O2 ﬁlms is also revealed
by FESEM images. While on ﬁlms of PLLA hASCs were strictly packed together in a spheroid
conformation, on PLLA+O2 ﬁlms the stem cells grew adherent to the polymer surface in a monolayer
organization (Figure 2c).
hASCs viability was not affected by the characteristics of both PLLA ﬁlms. We observed a similar
dehydrogenase activity in spheroids hASCs on PLLA, in ﬁbroblast-like hASCs on PLLA+O2 , and on
TCP (Figure 2d). No dead cells were observed during in vitro cultures’ maintenance, as conﬁrmed by
Trypan Blue assay.
We investigated the expression of stem cell markers in hASCs cultured on PLLA and on PLLA+O2 .
We found a similar expression level of mesenchymal stem markers in hASCs cultured on TCP, on PLLA,
and on PLLA+O2 (Figure 2e). The levels of CD29, CD44, CD90, and CD105 markers were comparable
in stem cells at the time point of seeding on each substrate (day 0) and remained stable over the time
in culture (days 3, 7, 14, and 21) (Figure 2e). No expression of the CD45 marker was detected in all
samples at each time point (Figure 2e), conﬁrming the non-hematopoietic origin of hASCs [21,22].
These results indicate that the oxygen treatment did not inﬂuence the stemness property of hASCs.
3.3. Morphology of hASCs on PLLA and PLLA+O2
Stem cell shape was revealed by cytoskeleton F-actin staining. The analysis was performed at
days 3, 7, 14, and 21. Reported images are representative of these time points.
In hASCs on TCP and on PLLA+O2 ﬁlms F-actin stress ﬁbers crossed the cells traversing
the cytoplasm and were almost oriented parallel to the main cellular longitudinal axis (Figure 3).
Conversely, in hASCs on PLLA polymer ﬁlms, F-actin ﬁbers showed a circular organization, following
the perimeter of the cells that had changed shape from elliptical to rounded (Figure 3).

Figure 3. Morphology of hASCs on PLLA and on PLLA+O2 cultures. Representative ﬂuorescence
images of nuclei (DAPI, blue) and F-actin (Phalloidin-FITC, green) in hASCs on TCP, on PLLA, and on
PLLA+O2 . High magniﬁcation of selected dashed squares (merged DAPI-Phalloidin) is reported in the
right panel.
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We also monitored the expression of the cytoskeleton actin-linking proteins Filamin-A
and Myosin-IIA (MHIIA). These proteins speciﬁcally interact with F-actin ﬁbers to generate
a three-dimensional structure determining cells’ shape [32,33]. Moreover, together with the F-actin,
Filamin-A and Myosin-IIA are the targets of cues generated by the adhesion complexes [32,33] and,
therefore, are informative on the interaction between polymers and cells.
We found different expression of Filamin-A and Myosin-IIA proteins between spheroids and
ﬁbroblast-like monolayer hASCs (Figure 4a). In hASCs organized in spheroids on PLLA, both proteins
depicted a circular organization of the cytoskeleton; on the contrary, they organized as elliptic structures
in ﬁbroblast-like hASCs on PLLA+O2 (Figure 4a).

Figure 4. hASCs architecture on PLLA and on PLLA+O2 . (a) Representative immunoﬂuorescence
images of Filamin-A, Myosin-IIA and Lamin-B proteins in hASC spheroids on PLLA, and ﬁbroblast-like
hASCs on PLLA+O2 and on TCP; and (b) NSI in hASCs on PLLA, PLLA+O2 , and TCP (see methods
for details). *** p ≤ 0.001.

Finally, we monitored the expression of Lamin-B, one of the nucleoskeleton proteins connecting
the cytoskeleton proteins and the nucleus [34,35]. Lamin-B expression followed the change of the
nuclear shape as a consequence of the spheroid organization on pristine PLLA. On the contrary,
Lamin-B designed a canonical nuclear shape in ASCs on PLLA+O2 and on TCP (Figure 4a).
We also measured the NSI in stem cells cultured on pristine PLLA and on oxygen-plasma treated
PLLA polymer ﬁlms (Figure 4b). We observed a reduction of NSI in hASCs organized in spheroids
on PLLA. This ﬁnding indicated a nuclear stretching, possibly inﬂuencing chromatin conformation.
No variations of NSI in hASCs growing on PLLA+O2 or on TCP were detected (Figure 4b).
3.4. Adhesion of hASCs on PLLA and on PLLA+O2 Surfaces
We studied the adhesion of hASCs on PLLA and on PLLA+O2 surfaces analyzing the expression
of the focal adhesion protein Vinculin, classically involved on the cellular-matrix interaction [5,36,37].
The analysis was performed at days 3, 7, 14, and 21. Reported images are representative of these time
points (Figure 5).

384

Polymers 2018, 10, 140

Figure 5. Distribution of Vinculin Focal Adhesion Spots in hASCs on PLLA and on PLLA+O2 .
Immunoﬂuorescence representative images show the expression of Vinculin (green) and VFASs
(red arrow) and the related Prewitt images elaboration by MATLAB software. Image magniﬁcation:
60×. Digital zoom 3× from the original 60× images.

Within spheroids’ conformation, Vinculin focal adhesion spots (VFASs) converged in small areas
allowing the robust adhesion of hASCs to the surface of PLLA polymer ﬁlms. Oppositely, monolayer
ﬁbroblast-like hASCs engaged VFASs in large areas on the surface of PLLA+O2 polymer ﬁlms as
on TCP (Figure 5). The VFASs organization at the hASC-polymer ﬁlm interface is highlighted by
the corresponding Prewitt images obtained by MATLAB software. Images revealed a fan-shaped
contact area distribution of VFASs in stem cells on PLLA+O2 ﬁlms and on TCP while they showed an
organization in a small convergent contact area in hASCs on PLLA polymer ﬁlms (Figure 5).
3.5. hASCs Spheroids Formation on PLLA
In Figure 6 are reported the time-to-time formation of hASC spheroids on PLLA polymer ﬁlms.
hASCs acquired spheroids conformation rapidly, indicating that stem cells responded to the surface
characteristic of PLLA immediately after cell seeding. Spheroids appeared after 24 h and their number
and dimension increased during culture maintenance, suggesting that spheroids are consequence of
cell aggregation (Figure 6). This contrasted with the culture of hASCs on PLLA+O2 where stem cells
retained the native morphology as on TCP (Figure 6).
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Figure 6. Time-to-time formation of hASC spheroids on PLLA. (a) Representative brightﬁeld images by
an Eclipse-TS100 microscope equipped with a Nikon camera (Nikon, Tokyo, Japan), show the spheroids’
organization of hASCs during the culture period on PLLA ﬁlms and their canonical ﬁbroblasts-like
morphology on PLLA+O2 ﬁlm and on TCP; and (b) representative overview of hASCs on TCP, on
PLLA, and on PLLA+O2 ﬁlms.

3.6. Effect of PLLA Oxygen-Plasma Treatment on hBM-MSCs and hUCMSCs Cultures
In order to establish whether the oxygen-plasma treatment to PLLA inﬂunces the adhesion of
other adult human stem cell types we perfomed comparative experiments using hBM-MSCs and
hUCMSCs. These stem cells were selected based on our previuos studies exploring their interaction
with the surface of PLLA polymer ﬁlms [5,20], as well as on their mesenchymal origin [21–23].
The oxygen treatment of PLLA did not change hBM-MSCs performances. hBM-MSCs maintained
the same ﬁbroblast-like shape and viability behaviours on PLLA and on PLLA+O2 as on TCP (Figure 7).
Maintainace of the canonical mesenchymal shape by hBM-MSCs on both PLLA ﬁlms as typically
observed on TCP was conﬁrmed at molecular level by F-actin immunostaining (Figure 7).

Figure 7. Effect of oxygen-plasma treatment to PLLA on hBM-MSCs and hUCMSCs cultures.
Representative brightﬁeld and immunoﬂuorescence images of hBM-MSCs and hUCMSCs cultured on
TCP, PLLA, and PLLA+O2 , respectively. F-actin (Phalloidin-FITC, green) and nuclei (DAPI, blue).
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No changes in shape were observed when hUCMSCs were cultured on PLLA+O2 polymer ﬁlms.
In fact, immuﬂuorescences staining and brightﬁeld inspection revealed that the spheroid conformation,
typically generated by hUCMSCs on PLLA polymer ﬁlms [5], was also acquired by hUCMSCs cultured
on PLLA+O2 (Figure 7). hUCMSCs cultured on TCP as reference, mainatined their ﬁbroblast-like
morphology (Figure 7).
These results suggest that the wettability properties of PLLA surfacs are not involved in the
formation of hUCMSC spheroids nor in the hBM-MSCs adhesion.
4. Discussion
In this work, we demonstrated that PLLA polymer ﬁlms’ surface properties guide hASCs
toward a multicellular three-dimensional spheroid conformation instead of a monolayer ﬁbroblast-like
morphology as typically observed on TCP. Noteworthy, we demonstrated that the PLLA ﬁlm surface
hydrophilicity is involved in the acquisition of a spheroid conformation by hASCs, since the treatment
of the PLLA ﬁlm surface with plasma-oxygen maintained the ﬁbroblast-like morphology of hASCs.
Interestingly, the oxygen treatment had no effect on the performance of hBM-MSCs and hUCMSCs
cultured on PLLA+O2 as they maintained the same cell shape observed on PLLA polymer ﬁlm.
Modiﬁcation of the PLLA surface is commonly used to modulate the afﬁnity of this
polymer with the cells [38–42]. Many different functional groups, including diethylenetriamine,
2-(2-aminoethoxy)ethanol or GRGDS (cell adhesion peptide) [40], aldehyde and amine groups [41],
and poly(sulfobetaine methacrylate)-catechol conjugates [42] have been used to improve stem cells
adhesion and proliferation on PLLA polymer (both ﬁbrous and ﬁlm forms).
The plasma oxygen treatment is a useful method to spread hydroxyl groups on the surface of
several polymers [43], including PLLA [44–47], in order to improve cellular adhesion to their surface.
In our study, after oxygen-plasma treatment, the surface of PLLA ﬁlms (PLLA+O2 ) became
hydrophilic and its surface nanoroughness increased, whereas the hydrolytic degradation properties
of PLLA were not affected [31]. In agreement with other studies [24,31,44–46] we demonstrated the
increase of BSA, FBS 2%, FBS 10%, and plasma adsorption on the hydrophilic PLLA+O2 surface
compared to protein adsorption on the hydrophobic surface of PLLA polymer ﬁlms. Moreover,
according to our previous work, RF oxygen-plasma surface modiﬁcation did not affect PLLA bulk
properties [24,31]. These data conﬁrmed our previous evidence on the adsorption of FITC-BSA,
showing how plasma treatment modulates the PLLA surface properties and induces the formation of
the surface nanostructure of different shapes affecting the hydrophilic/hydrophobic behaviors without
changing the PLLA bulk properties [24,31]. Furthermore, in vitro degradation studies performed in
physiological conditions have showed that plasma treatment does not affect the PLLA bulk and the
hydrolytic degradation properties [31].
Thus, oxygen treatment allows the production of two distinct PLLA polymer ﬁlms, differing for
hydrophilicity and WCA (PLLA > PLLA+O2 ), representing a suitable model for studying the effect of
the polymer ﬁlm on stem cells.
Compared to the in vitro culture on TCP, where hASCs adhere and display a monolayer
ﬁbroblast-like shape, adipose stem cells cultured on PLLA grew generating three-dimensional
multicellular organizations (spheroids), strongly attached to the ﬁlm’s surface. We suggest that
this new cellular organization is the consequence of the adipose stem cell-material interaction. Several
studies have suggested that stem cells may change their shape depending on signals they receive
from external milieu through the focal adhesion (FA) proteins, directly involved in tethering with
the extracellular matrix [10–13,48,49]. In this contest, Vinculin plays a central role in organizing the
FA complexes (VFASs) [36] and contributes to the organization of the cytoskeleton architecture [37].
In our system, the different VFASs’ distribution of hASCs on PLLA (fan-shaped) and on PLLA+O2
(convergent area) signiﬁcantly inﬂuenced the cytoskeleton F-actin organization, along with Filamin-A
and Myosin-IIA (two F-actin-linking proteins involved on the control of the cell stiffening [32,33]
and, therefore, in stem cells morphology acquisition). It is likely that the difference in hydrophilicity
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between the two surfaces interferes with hASCs’ adhesion to the polymer ﬁlms surface and drives the
stem cells to acquire different conformation: spheroids on PLLA and monolayer ﬁbroblasts-like on
PLLA+O2 .
According with other reports [43,44,47], our results conﬁrmed that the oxygen-plasma treatment
improves the adhesion and spreading of hASCs on the polymer ﬁlms. Nevertheless, surface
modiﬁcation neither changed the stem cells’ proliferation rate, nor stemness markers’ expression
compared to hASCs at the time of seeding (day 0). Levels of mesenchymal stem cell markers were
comparable in hASCs seeded on PLLA and on PLLA+O2 during the culture period (from day 0 to
day 21) and were similar to those measured in hASCs cultured on TCP [26,27]. These results are
in agreement with our previous ﬁnding, showing that the PLLA polymers maintain the stem cells’
properties [5,7,19,20].
Of note, our work adds new ﬁnding on the effects of the hydrophilicity on the ﬁnal cellular
organization and points out the role of the stem cell’s type with respect to this phenomenon.
The results that we obtained by culturing adult human UCMSCs and BM-MSCs on PLLA and
PLLA+O2 polymer ﬁlms may be explained in this context. In fact, after seeding on PLLA+O2 ,
hUCMSCs maintained the spheroid conformation they had on PLLA polymer ﬁlm, however, different
from the ﬁbroblast-like monolayer morphology typically observed on TCP [5]. No variations in cellular
organization were found in hBM-MSCs cultured on PLLA+O2. These cells maintained the canonical
monolayer ﬁbroblast-like shape as on PLLA ﬁlm and on TCP [20]. Together, these ﬁndings indicate
that PLLA+O2 surface hydrophilicity is not directly involved in driving the architecture of hBM-MSCs
and the hUCMSCs on the polymer ﬁlms. We may explain the formation of spheroids by hASCs
and hUCMSCs on PLLA polymer ﬁlms and, foremost, the absence of hASC spheroids rather than
the maintenance of hUCMSC spheroids on PLLA+O2 polymer ﬁlms, as the consequence of speciﬁc
molecular differences at the stem cell interface with the ﬁlm. More experiments are needed to identify
the origin of this phenomenon. However, according to other studies [5,8–12], these ﬁndings support the
hypothesis that, at the cell-material interface, stem cells and the material assist each other. This causes
an active cross-talk linking the molecular cellular mechanisms with the intrinsic materials’ properties
to generate a selected cell response (e.g., stem cells shape, adhesion, or functions).
Collectively, our results highlight the role of surface modiﬁcations as suitable tools to study stem
cells-material interfaces. Moreover, as the interaction might be stem cells speciﬁc, they point out the
need to perform such experiments considering more types of stem cells.
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