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Abstract: Enzymes are biocatalysts. They are useful in environmentally friendly production
processes and have high potential for industrial applications. However, because of problems with
operational stability, cost, and catalytic efficiency, many enzymatic processes have limited applications.
The use of cross-linked enzyme aggregates (CLEAs) has been introduced as an effective carrier-free
immobilization method. This immobilization method is attractive because it is simple and robust,
and unpurified enzymes can be used. Coimmobilization of different enzymes can be achieved. CLEAs
generally show high catalytic activities, good storage and operational stabilities, and good reusability.
In this review, we summarize techniques for the preparation of CLEAs for use as biocatalysts. Some
important applications of these techniques in chemical synthesis and environmental applications
are also included. CLEAs provide feasible and efficient techniques for improving the properties of
immobilized enzymes for use in industrial applications.
Keywords: enzyme; immobilization; cross-linked enzyme aggregates

1. Introduction
Enzymes have high catalytic activities and substrate specificities. One single substrate is usually
converted to one product. Enzymes are active at modest reaction temperatures, mainly in the
range 20–80 ◦ C. These features can reduce the cost per unit of manufactured products. In addition,
enzymatic conversions generate less waste than conventional chemical synthetic processes. Synthesis
by enzymatic conversion is therefore more energy efficient than chemical synthetic processes. In the last
two decades, the use of enzymes in various industries has been continuously increasing. The catalytic
and biophysical properties of enzymes, such as catalytic efficiency, substrate specificity, and stability,
need to be improved for industrial applications [1,2]. A variety of approaches such as the screening of
enzymes from natural sources or random mutations have been used for these purposes [3].
Despite their advantages, several limitations prevent the use of enzymes in industrial applications.
Enzymes are proteins with unique three-dimensional structures that are essential for their catalytic
activity. Because they often have low operational stability, exposure to high temperatures or organic
solvents can denature enzymes, leading to loss of catalytic activity. Modern protein engineering
techniques can improve the catalytic and biophysical properties of some, but not all, enzymes with
potential industrial uses. Immobilized enzymes provide one solution to these difficulties. They have
several advantages [2,4–6]. An enzyme can be immobilized at high concentrations on the carrier
material, resulting in a high concentration of catalyst in the reaction system. Consequently, catalytic
reactions can be performed rapidly. The operational stability and reusability of immobilized enzymes
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are reported to be higher than those of free enzymes. Furthermore, because enzymes immobilized on
carrier materials are insoluble catalysts, they can be easily separated and removed from reaction vessels.
Recently, various enzymes immobilized on carrier materials such as modified glass or polymethyl
methacrylate have been developed for industrial use [7,8]. Enzyme immobilization is usually
achieved by chemical covalent linking, affinity labeling, physical adsorption, or entrapment.
These immobilization methods have been described in recent reviews [5–8]. Adsorption is a simple
and low-cost method. Enzyme immobilization by this method can provide high retention of enzymatic
activity. However, adsorbed enzymes are likely to leak gradually from the carrier materials, therefore
the operational stability is lower than that provided by covalent linking. For covalent or noncovalent
linking methods, surface modification of the carrier materials is generally necessary to improve the
operational stability. Noncovalent binding is often achieved by affinity interactions such as that
between a histidine-tagged enzyme and metal-ion-chelated beads [9,10]. Although the interaction is
specific, it requires the use of recombinant tagged enzymes. This method is therefore unsuitable for
routine immobilization of all other enzymes. In contrast, covalent linking methods involve chemical
reactions between the side-chains in enzymes and surface-modified carrier materials. These methods
do not require any modification of the target enzymes. However, it requires expensive surface-modified
carrier materials. Furthermore, multiple reaction points often alter the three-dimensional structure
of the enzyme, leading to loss of activity and operational stability [11,12]. In addition, the reported
procedures for preparing immobilized enzymes are usually multistep procedures. Facile techniques
for routine immobilization of enzymes are therefore needed.
Enzyme cross-linking, in which enzymes are covalently connected to each other by cross-linkers,
can be partly categorized as covalent linking. This method enables the formation of miniature
structures that consist of polymerized enzymes. Cross-linked enzyme aggregates (CLEAs) have
recently been prepared for use in carrier-free enzyme-immobilization methods [2,4]. They are easily
prepared, and carrier costs are circumvented. The prepared CLEAs showed good retention of catalytic
activity, high operational stability, and reusability [4]. Improvement of the biophysical properties can
significantly reduce the cost of enzymes and this makes industrial applications economically feasible.
In this review, we specifically introduce recent advances in CLEA techniques for industrial applications.
Typical and modified methods for CLEA preparation are summarized. The coimmobilization of two
or more enzymes is also covered. Finally, the use of CLEA reactors for chemical synthesis and
environmental applications is introduced.
2. Cross-Linking Enzyme Immobilization
Cross-linked enzymes were first reported in the 1960s [13], but were never popular because they
were generally difficult to handle. In addition, they showed low catalytic activities and low operational
stabilities. In the 1990s, cross-linked enzyme crystals were prepared for use as biocatalysts [14,
15]. Although the method was applicable to a wide variety of enzymes and cross-linked enzyme
crystals showed excellent operational stabilities, highly purified enzymes were needed for protein
crystallization. In contrast, CLEA preparation involves simple precipitation (physical aggregation)
of the enzymes from an aqueous buffer with a precipitant (a salt, an ionic/nonionic polymer, or an
organic solvent) instead of crystallization. Aggregation (precipitation) of enzymes induced by addition
of a precipitant to an aqueous solution of enzymes is commonly used in traditional protein purification.
Physical aggregation of enzyme molecules into microstructures can be induced without denaturation
of the enzyme’s three-dimensional structure by addition of a precipitant. Chemical cross-linking of the
aggregated enzymes produces CLEAs. This improved enzyme immobilization method is simple and
does not require highly purified enzymes.
2.1. General Preparation of CLEAs
A typical procedure for the preparation of CLEAs is shown in Figure 1a. CLEAs are generally
prepared by aggregating an enzyme by addition of a precipitant such as (NH4 )2 SO4 or t-butanol,
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As described above, cross-linking typically requires activation of a Lys residue on the enzyme
or neutral enzyme with a low content of Lys residues therefore cannot be cross-linked efficiently
surface with the aldehyde groups of a cross-linker that can react readily with other Lys residues of
the enzyme. The cross-linking efficiency depends on the number of surface Lys residues. An acidic or
neutral enzyme with a low content of Lys residues therefore cannot be cross-linked efficiently merely
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by using a cross-linker. Although a high concentration of cross-linker can increase the cross-linking
efficiency, this often causes a conformational change, leading to loss of enzymatic activity [20].
To overcome this problem, coaggregation of enzymes and ionic polymers (Figure 1c) was
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2.2.3. Surfactants
The activation of enzymes with additives such as surfactants or amines is well known [32]. On the
basis of this property of enzymes, a surfactant (SDS, Triton X-100, or Tween 80) was added during the
preparation of lipase-CLEAs [33–35]. The CLEAs showed a two-fold or greater increase in catalytic
activity when SDS was present during CLEA preparation [33]. Such enhanced activity of lipase-CLEAs
by other surfactants has been reported [34]. These surfactants were added at the aggregation step
and initiated binding to the hydrophobic active sites of the enzyme. It has been proposed that the
enzyme forms open active sites by interactions with the surfactant. The open active sites can produce
hyperactive CLEAs. It is assumed that the surfactants can be washed out of the active sites after the
cross-linking reaction [35].
2.2.4. Cations
Amylase is a metal-ion-dependent enzyme. Calcium and sodium ions are reported to increase the
activity of α-amylase [36]. Thermostable α-amylase-CLEA preparation by a cation-assisted strategy
was recently reported [37]. The aggregation and cross-linking of α-amylase were performed in a
cation-enriched nonaqueous environment. The addition of calcium and sodium ions at the optimum
ratio gave α-amylase-CLEAs with increased activity and operational stability [37].
2.3. Optimization by Precipitant Selection
Because aggregation and precipitation of enzymes are induced by addition of a precipitant,
precipitant selection is important for optimization [18]. The type of precipitant used to prepare
CLEAs varied and the operational stabilities of the CLEAs differed, but the same enzyme was used
in the studies described. Khorshidi et al. reported that cellulase-CLEAs produced using saturated
(NH4 )2 SO4 lost 70% of their activity after one cycle [38]. Several cellulase-CLEAs produced using
organic solvents showed better activities and reusability [39,40]. Recently, a systematic study of the
effects of different precipitants and various cross-linking parameters was reported [41]. The effects
of different precipitants, namely (NH4 )2 SO4 , poly(ethylene glycol) (PEG), and t-butanol, on the
resolubilized enzyme activity and final CLEA activity were examined. Cellulase-CLEAs prepared with
PEG retained high activity. The activity of cellulase-CLEAs prepared with (NH4 )2 SO4 was lower than
that of cellulase-CLEAs produced with PEG. The CLEAs prepared with t-butanol were inactive [41].
Similar results were reported in the case of lipase-CLEAs. Lipase-CLEAs were prepared with four
types of precipitant, namely acetone, PEG 200 and 600, and (NH4 )2 SO4 . The CLEAs precipitated
with PEG and saturated (NH4 )2 SO4 had superior catalytic activities [42]. Enzymes precipitated with
water-miscible and water-immiscible solvents showed decreased activities [18]. The yield of CLEAs
greatly depends on the type of precipitant and microbial source. It is hypothesized that lipases from
different sources have different glycosylated surfaces, and this may result in different biophysical
properties. The aggregation and packing of the enzyme molecules may be affected by the precipitant.
2.4. Optimization by Cross-Linker
The cross-linker forms covalent bonds between Lys residues on the enzyme surface, and the
CLEAs formed are permanently insoluble. Glutaraldehyde is commonly used as a cross-linker. Excess
glutaraldehyde can bind to amino acid residues during cross-link formation. If the catalytically
essential residues react with glutaraldehyde, the catalytic activity of the CLEAs will be reduced.
The use of mild cross-linkers instead of glutaraldehyde is therefore essential to overcome the drawbacks
associated with traditional cross-linking reactions.
Based on this idea, ethylene glycol bis(succinimidylsuccinate) (EG-NHS) was proposed as
an alternative cross-linker for the preparation of lipase-CLEAs (EGS-CLEAs). The operational
stability and reusability of EGS-CLEAs were compared with those of lipase-CLEAs formed using
glutaraldehyde [43]. The hydrolytic and esterification activities of the EGS-CLEAs were better than
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those of the glutaraldehyde aggregates. Both CLEAs showed similar thermal and operational stabilities.
These results indicate that EG-NHS could be used as a mild cross-linker in the preparation of CLEAs
instead of glutaraldehyde. This strategy can be extended to the preparation of CLEAs of other enzymes.
2.5. Novel Method for Preparation of CLEAs
2.5.1. CLEA Particle Size
Because most CLEAs are prepared in solution, the particle size and cross-linking efficiency may
not be uniform. Large particles may result in diffusion constraints and low catalytic efficiency, and tiny
clusters have poor recoverability [18]. CLEAs that consist of small particles cannot be filtered off or
recycled. Control of the CLEA particle size and a uniform size distribution are therefore essential
to overcome these drawbacks. To address these problems, a new method for preparing trehalose
synthase-CLEAs in a water-in-oil emulsion instead of in solution was developed [44]. This method
involves precipitation of an enzyme in solution, and then mixing the aqueous phase with an oil
phase to form a water-in-oil emulsion. Cross-linking was performed within the emulsion droplets.
CLEAs prepared by this emulsion-based method rather than the conventional method were spherical.
The CLEAs had a ball-like structure and were of diameter 20–60 µm. These CLEAs were easily
separated from the reaction mixture. As expected, the operational stability of the spherical CLEAs was
higher than that of the free enzyme.
Nguyen et al. reported the preparation of uniform cellulase-CLEAs by using a millifluidic reactor.
The reactor had two inlets and a Y-junction that can control the mixing pattern of the enzyme and
precipitant solutions [40]. The particle size of the cellulase-CLEAs can be strictly controlled between
200 and 400 nm by controlling the concentrations of the precipitant and cross-linker and the flow rates.
The activity of the cellulase-CLEAs was more stable than that of the free enzyme at high temperatures.
2.5.2. Molecular-Imprinted CLEAs
Molecular imprinting enhances the catalytic activity by increasing electrostatic interactions and
hydrogen bonding between the surface residues on enzymes [45,46]. It has been suggested that
the lid that covers the active site of an enzyme can be opened at the interface in the presence of
imprinting molecules [45]. This mechanism resembles the concept of the approach that uses additives
to improve the CLEA properties, as described in Section 2.2.3. Recently, the advantages of molecular
imprinting of CLEAs were investigated. Hydroxynitrile lyase-CLEAs prepared with 2-butanone as a
molecular-imprinting additive showed improved activity [47]. Winter et al. used α-glucosylglycerol
to prepare sucrose phosphorylase-CLEAs and reported that the enzymatic performance was better
than those of nonimprinted CLEAs and the free enzyme in solution [48]. Similarly, lipase-CLEAs
immobilized by molecular imprinting showed improved thermal stability, hydrolytic efficiency,
and reusability [49].
2.6. Carrier-Bound CLEAs
The particle sizes of the majority of reported CLEAs are less than 10 µm [50]. As described
in Section 2.5.1, CLEAs of small particle size are difficult to separate and recover from the reaction
system. This can result in problems in the continuous use of CLEAs. To overcome this problem,
some researchers recently investigated carrier-bound CLEAs to develop biocatalysts with good
mechanical stabilities.
2.6.1. CLEAs in Silica Material
α-Chymotrypsin-CLEAs and lipase-CLEAs formed by cross-linking into hierarchically ordered
mesoporous silica have been reported [51]. α-Chymotrypsin-CLEAs showed high enzyme
immobilization efficiency and significantly increased enzyme stability. However, the mesoporous
silica pore size was small, which limited the maximum immobilization of CLEAs. To improve the
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immobilization yield, a simple strategy for preparation of CLEAs by one-step cross-linking into the
pores of macroporous silica gel was developed [52]. Macroporous silica gel is usually used as a carrier
material because it has controlled porosity and a high surface area. Papain-CLEAs in macroporous
silica gel showed good storage and thermal stabilities. Moreover, papain-CLEAs showed good
reusability because the CLEAs were of appropriate size. Cui et al. reported that the formation of
phenylalanine ammonia lyase-CLEAs in the pores of mesoporous materials also gave a high loading
yield of the enzyme, and good operational stability and activity retention [53]. Recently, lipase-CLEAs
in three-dimensionally ordered macroporous silica materials (3DOM SiO2 ) were developed [54]. Lipase
was precipitated in the pores of 3DOM SiO2 before cross-linking with glutaraldehyde. Compared with
free lipase, lipase-CLEAs in 3DOM SiO2 showed excellent thermal and mechanical stability. Improved
activity and reusability were also achieved.
2.6.2. Magnetic CLEAs
Use of a magnetic field is a simple method for the separation and recovery of magnetic materials.
Magnetic α-amylase-CLEAs were prepared by addition of magnetite nanoparticles (MNPs) with
NH2 -functionalized surfaces to an enzyme solution [55]. In the case of magnetic CLEAs, 100% of the
α-amylase activity was recovered, whereas only 45% recovery was achieved in the case of nonmagnetic
CLEAs because of the low content of Lys residues of amylase. The optimum operating temperature of
the magnetic CLEAs was better than those of the free enzyme and nonmagnetic CLEAs. The magnetic
CLEAs also had enhanced thermal and storage stabilities. Furthermore, because of the magnetic
properties of the nanoparticles, magnetic α-amylase-CLEAs can be easily separated from the reaction
mixture without centrifugation or filtration [55]. Sekhon et al. prepared magnetic cutinase-CLEAs for
degradation of polycaprolactone (PCL) [56]. The CLEAs retained 55% activity after 50 cycles; therefore,
enzymatic degradation of PCL with CLEAs is a good strategy.
In most cases, modification of the MPN surfaces is required, both for stabilization of the magnetic
fluid and for introduction of functional groups. Cellulase-CLEAs on NH2 -functionalized Fe3 O4 @silica
core–shell MNPs have been reported [38]. Separation of the magnetic cellulase-CLEAs from the
reaction system was simple, and their thermal and operational stabilities were better than those of
the free enzyme. Liu et al. prepared magnetic lipase-CLEAs by immobilization of lipase-CLEAs
on magnetic particles. To improve immobilization, a large number of amino terminal groups were
introduced by using p-benzoquinone as the cross-linker [57]. p-Benzoquinone reacts with the amino
or hydroxyl groups of the enzyme and NH2 -groups on the MNPs, to form stable magnetic CLEAs
by formation of C–O and C–N bonds. It is suggested that this improved immobilization method
could prevent gradual release of the enzyme from CLEAs and/or MNPs. As expected, the magnetic
lipase-CLEAs showed improved immobilization efficiency, activity, and reusability, compared with
nonmagnetic CLEAs. The magnetic CLEAs efficiently resolved (R,S)-2-octanol and retained 100%
activity with 100% enantioselectivity [57].
2.6.3. Entrapment CLEAs in Alginate Beads
Enzyme entrapment in alginate beads is a popular immobilization method. However, the enzyme
often leaks from the alginate beads during enzymatic reactions because enzymes are usually smaller
than the pore size of alginate beads (~200 nm). Because the CLEA size is generally 1–10 µm, entrapment
of CLEAs in alginate beads can solve leakage problems [4,16]. In addition, the alginate beads can
be easily separated by simple filtration. Xu and Yang reported the entrapment of tyrosinase-CLEAs.
The CLEAs in alginate beads retained 100% activity after six cycles [58]. Nguyen et al. reported
that cellulase-CLEAs in alginate beads had good operational stability and leakage of cellulase was
prevented [59].
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3. Coimmobilization of Two or More Enzymes in CLEAs
A new concept, that is, CLEAs with various catalytic activities within a single CLEA particle,
has been developed. In this section, combined CLEAs (combi-CLEAs) and multipurpose CLEAs
(multi-CLEAs) are introduced.
3.1. Combi-CLEAs
Multistep chemical syntheses usually require several procedures such as the separation of
intermediates. Combined CLEAs (combi-CLEAs) were introduced for one-pot chemical synthesis [2,4].
Combi-CLEAs with (S)-hydroxynitrile lyase, nitrilase, and penicillin G amidase were prepared and
used to catalyze one-pot synthesis of (S)-mandelic acid from benzaldehyde. A good yield (90%) and
enantiomeric excess (99%) were achieved, with complete benzaldehyde conversion [60]. Combi-CLEAs
consisting of α-amylase, glucoamylase, and pullulanase were prepared and used to catalyze one-pot
starch hydrolysis [61]. Combi-CLEAs, a separate CLEA mixture, and a free enzyme mixture gave 100%,
60%, and 40% conversions, respectively, in one-pot starch hydrolysis. The enzymes in combi-CLEAs
were reported to be thermally stable. In addition, the combi-CLEAs retained 100% catalytic activity
after five cycles.
Combi-CLEAs have also been used in bioethanol production from lignocellulosic biomass.
Periyasamy et al. prepared combi-CLEAs of xylanase, cellulase, and β-1,3-glucanase for this
purpose [62]. The thermal and storage stabilities of the CLEAs were better than those of the free
enzymes. The recovered combi-CLEAs retained 90% activity for six cycles. Combi-CLEAs hydrolyzed
about 84% of ammonia-cooked sugarcane bagasse (SCB) in 48 h, whereas the free enzymes gave a
maximum hydrolysis of 73%,
Combi-CLEAs of ketoreductase and D-glucose dehydrogenase were used for the regeneration
of dihydropyridine nucleotide cofactors in the synthesis of valuable chiral alcohols [63]. The CLEAs
showed high activity, long-term operational stability, and reusability. A prochiral keto ester was used
in the synthesis of a key atorvastatin intermediate. Combi-CLEAs catalyzed the enantioselective
reduction of the prochiral keto ester with high activity and selectivity. More recently, magnetic
combi-CLEAs containing ketoreductase and D-glucose dehydrogenase were developed [64]. Magnetic
combi-CLEAs showed an optimum temperature, thermal stability, and optimum pH similar to those
of combi-CLEAs. Magnetic combi-CLEAs also showed more efficient activity and better operational
stability in both aqueous and biphasic systems than did nonmagnetic combi-CLEAs. Furthermore,
the magnetic CLEAs can be recovered with a magnetic field during multiple use.
Cascade reactions that involve unstable intermediates are often found in biological systems.
Nguyen et al. prepared combi-CLEAs of glucose oxidase and horseradish peroxidase (HRP) and
used them to catalyze a cascade reaction in which hydrogen peroxide is formed as an unstable
intermediate [65]. The CLEAs were effective even in the presence of catalase, which rapidly catalyzes
the decomposition of hydrogen peroxide. Because of the short diffusion distance between glucose
oxidase and peroxidase in the combi-CLEAs, the intermediate hydrogen peroxide was not efficiently
decomposed by catalase [65].
Recent studies have investigated pharmaceutical applications of combi-CLEAs. Trehalose has
many applications in the food, pharmaceutical, and cosmetic industries. Park et al. reported the
production of trehalose from sucrose in a one-pot synthesis using combi-CLEAs of sucrase, trehalose
synthase, and trehalose hydrolase [66]. Scism and Bachmann reported five-enzyme combi-CLEAs
of ribokinase, phosphoribosyl pyrophosphate synthetase, engineered hypoxanthine phosphoribosyl
transferase, adenylate kinase, and pyruvate kinase for use in the cascade synthesis of nucleotide
analogs [67].
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3.2. Multi-CLEAs
Dalal et al. developed a single multipurpose biocatalyst that was based on multi-CLEAs
containing pectinase, xylanase, and cellulase [39]. These CLEAs were designed to catalyze three
different and independent reactions. The obtained multi-CLEAs were more thermostable than the
free enzymes. All three enzymes in the multi-CLEA were reusable and showed no loss of activity
after three cycles. Mahmod et al. prepared multi-CLEAs containing lipase and protease from fish
viscera [68]. The multi-CLEAs were used to catalyze two reactions. The stain-removing ability of
commercial detergents during washing was improved by 68% by addition of multi-CLEAs. Protease
in multi-CLEAs was used to catalyze biodiesel production from vegetable oil. These results indicate
that the use of multi-CLEAs is a promising technique for biotechnological applications. Neutrase
and papain were coimmobilized in CLEAs and their properties were investigated [69]. The thermal
and pH stabilities of the multi-CLEAs were clearly better than those of the free enzymes. In addition,
the multi-CLEAs retained relatively high activities in nonpolar and hydrophilic solvents, and no loss
of activity occurred during storage at 4 ◦ C for more than six months. The activities of multi-CLEAs in
bean protein and zein hydrolysis were better than those of the free enzymes. These results show that
multi-CLEAs have a wide range of industrial uses as a multifunctional catalyst.
4. Application for Processing by CLEAs
As described above, enzyme immobilization by CLEA formation is a simple and useful technique.
The three-dimensional structure of the enzyme in CLEAs is conserved, therefore its catalytic activity
is retained. Moreover, CLEAs have several advantages such as insolubility and superior operational
stability. The use of CLEAs as biocatalysts in various industries is therefore continuously increasing.
In this section, we introduce recent applications of CLEA techniques, especially in chemical synthesis
and environmental applications.
4.1. Chemical Synthesis
4.1.1. Pharmaceutical Chemicals
(−)-γ-Lactam is an essential building block in the synthesis of carbocyclic nucleosides, which
have potent antiviral activities because of their inhibitory activity against viral reverse transcriptase.
(+)-γ-Lactamase can catalyze the conversion of only (+)-γ-lactam in a racemic mixture, suggesting that
(−)-γ-lactam can be recovered from the reaction mixture by a simple reaction. Modified CEMs packed
with γ-lactamase-CLEAs combined with pore-glass particles have been reported [70]. The thermophilic
γ-lactamase-CLEAs retained 100% of their initial activity and retained 52% activity after 10 h.
α-Cyanohydrins are key building blocks in the pharmaceutical and agrochemical industries.
Hydroxynitrile lyase from Davallia tyermannii (DtHNL) catalyzes the enantioselective synthesis of
α-cyanohydrins. DtHNL-CLEAs were prepared [71] and showed enhanced stability under acidic
conditions. The DtHNL-CLEAs were used for (R)-mandelonitrile synthesis (99% conversion, 98% ee)
in a biphasic system, and evaluated for use in the synthesis of (R)-hydroxypivaldehyde cyanohydrin.
We developed a microreaction system for the optical resolution of racemic amino acids [27].
This system was based on a continuous microfluidic system consisting of acylase-CEM
(see Section 2.2.2) and a microextractor. Acylase-CEM showed high enantioselectivity for racemic
amino acids or amino acid derivatives. The microextractor supplied a laminar flow of two immiscible
solutions and selectively extracted (separated) the products. This microfluidic system could be used
for efficient continuous production of optically pure chemical compounds.
L-3,4-Dihydroxyphenylalanine ( L-DOPA) is used to treat Parkinson’s disease. Tyrosinase-CLEAs
catalyzed the conversion of tyrosine to L-DOPA [72]. A conversion yield of 53% was obtained in
2 h, with a productivity of 209 mg L−1 h−1 . This result is much better than those reported for
batch processes that used tyrosinase immobilized on carrier materials. The operational stability of
the CLEAs was improved by entrapment in alginate beads. A continuous stirred-tank reactor with
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entrapped CLEAs in alginate beads achieved good mechanical stability (a long lifetime of >104 h) and
a productivity of 57 mg L−1 h−1 .
Peptide synthesis with enzymes is a potentially cost-efficient technique. However, there are
some limitations to the synthesis of peptides with sterically hindered structures or noncoded amino
acids. Lipase-CLEA- and alcalase-CLEA-mediated peptide syntheses have been reported [73].
To enable specific recognition by the enzymes, special ester moieties, that is, guanidinophenyl,
carboxamidomethyl (Cam), and trifluoroethyl (Tfe) esters have been used. The Cam and Tfe esters
enable alcalase-CLEA-catalyzed synthesis of peptides with sterically hindered structures and noncoded
acyl donors. Although chemical synthesis of these special esters is usually difficult, they can be
efficiently synthesized by using lipase-CLEAs or alcalase-CLEAs. These results suggest that ester
synthesis by lipase-CLEAs and subsequent peptide synthesis by alcalase-CLEAs can be performed
simultaneously in a one-pot approach.
4.1.2. Polymers
Synthetic polyamides have high mechanical strength and good thermal resistance and are widely
used in industrial applications. The industrial synthesis of these polymers usually involves a melting
process. Because of the high melting temperatures and relatively low decomposition temperatures of
polyamides with aliphatic–aromatic structures, the synthesis of polyamides by melting processes is
usually difficult. Cutinase-CLEA-catalyzed synthesis of oligoamides with aliphatic–aromatic structures
overcomes this difficulty [74]. Although a commercially available immobilized lipase gave a higher
conversion efficiency than cutinase-CLEAs, the CLEAs achieved the highest degree of polymerization
in the one-step or two-step synthesis of oligo(p-xylylene sebacamide).
4.1.3. Nanoparticles
Silver nanoparticles are the focus of much research because of their catalytic, antimicrobial,
and optical properties. The synthesis of silver nanoparticles by conventional methods is energy- and
capital-intensive and is environmentally unfriendly because of the use of toxic solvents or additives
that are difficult to dispose of and degrade on industrial scales. Moreover, silver nanoparticles
synthesized by these conventional methods cannot be used for in vivo biomedical applications because
the toxic chemicals from the synthetic process are incompatible with biological systems. To overcome
these problems, nicotinamide adenine dinucleotide (NADH)-dependent nitrate reductase-CLEAs
were developed for the synthesis of silver nanoparticles from silver nitrate [75]. The CLEAs catalyzed
reduction of silver ions to silver nanoparticles at neutral pH. NADH and 8-hydroxyquinoline were used
as an electron source and an electron shuttle, respectively. The size of the obtained silver nanoparticles
was strictly controlled between 5 and 7 nm. In addition, these CLEAs showed 80% catalytic recovery
after five cycles, indicating that they have good operational stability.
4.2. Environmental Purposes
4.2.1. Decolorization and Detoxification of Dyes
For environmental protection, the textile, dyeing, printing, and related industries should dispose
of or treat synthetic dye-contaminating wastewater. The use of enzymes potentially enables the
efficient and low-cost degradation of pollutants and has therefore been investigated for the treatment
of wastewater. One of the examined enzymes, laccase, is widely used for catalytic degradation in the
treatment of industrial wastewater [76]. Kumar et al. reported the degradation and detoxification of
synthetic dyes by magnetic laccase-CLEAs [77]. The magnetic laccase-CLEAs showed good thermal
and operational stabilities. Laccase-CLEAs (0.2 U mL−1 ) rapidly degraded 61–96% of synthetic dyes
(initial concentration of 50 mg L−1 ) such as Remazol brilliant blue R, malachite green, and Reactive
Black 5 at 20 ◦ C and pH 7.0.
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HRP-CLEAs were prepared and their biocatalytic efficacy in biodegradation was investigated [78].
The immobilization efficiency was improved by cross-linking HRP with EG-NHS (see Section 2.4).
Dye degradations were performed in a CLEA-packed reactor. Methyl orange degradation of 94% was
observed within the shortest treatment time. The CLEA reactor system was also used to treat other
dyes (92% of Basic red 9, 84% of indigo, 82% of rhodamine B, and 74% of rhodamine 6G). The toxicities
of these CLEA-treated dye samples were significantly reduced. The HRP-CLEAs retained 60% of
catalytic activity after seven cycles of methyl orange degradation.
Hollow CLEAs of laccase (h-CLEA laccase) were developed by using a millifluidic reactor [79].
Control of the solution flow rates in laminar flow enabled h-CLEA laccase particles of size 220 ± 10 nm
to be obtained. The activity of h-CLEA laccase was comparable to that of the free enzyme at neutral pH,
indicating that the laccase in the hollow structures had the same three-dimensional structure as free
laccase. Uniformly sized h-CLEA laccase was trapped inside a disposable polyether sulfone membrane
and continuously used for degradation of trypan blue for up to 96 h without loss of catalytic activity.
These studies indicate that improved CLEA techniques have great potential for
industrial applications.
4.2.2. Elimination of Endocrine-Disrupting Chemicals
Endocrine-disrupting chemicals (EDCs) are defined as “exogenous chemical substances or
mixtures that alter the structure or function(s) of the endocrine system and cause adverse effects
at the level of the organism, its progeny, populations, or subpopulations of organisms, based on
scientific principles, data, weight-of-evidence, and the precautionary principle” [80]. EDCs are often
detected in industrial wastewaters. Oxidases such as laccase and peroxidase have been widely used
for EDC degradation.
We developed a novel continuous-flow laccase-CEM for the degradation of EDCs [30]. Estrogens
(E1, E2, and EE2) and anti-inflammatories (naproxen and diclofenac) were used as model EDCs for
degradation studies. The degradation efficiency of our microreaction system was better than those of
conventional bioreactors. Furthermore, it enabled two-step degradation in laccase-mediated reactions,
thereby avoiding inactivation of laccase-CLEAs. Taboada-Puig et al. used combi-CLEAs containing
peroxidase and glucose oxidase for degradation reactions [81]. The degradation of bisphenol A,
nonylphenol, triclosan, EE2, and E2 by combi-CLEAs and their residual estrogenic activities were
studied. Within 10 min, the combi-CLEAs degraded almost all the EDCs except triclosan. The residual
estrogenic activity was lower than 45% for all compounds, except triclosan. In addition, a continuous
membrane reactor with combi-CLEAs almost completely removed bisphenol A (10 mg L−1 ) in 43 h.
These reports indicate that a CLEA-based continuous degradation system provides a simple catalytic
system that can eliminate EDCs effectively.
4.2.3. Bioconversion of Agroindustrial Waste
The immobilized enzymatic bioconversion of lignocellulosic biomass such as SCB to biofuels is
an important technology in the production of clean energy. Xylanase-CLEAs were prepared and used
for SCB bioconversion [82]. The CLEAs produced xylo-oligosaccharides from SCB, whereas the free
enzyme produced xylose as the main product from the same SCB. This indicates that immobilization
modified the catalytic properties. Bhattacharya and Pletschke prepared magnetic xylanase-CLEAs for
bioconversion of SCB to sugar [83]. They reported that the activity and stability of the magnetite-CLEAs
and reusability of the CLEAs were enhanced; a higher hydrolysis yield was obtained from SCB.
5. Conclusions
Immobilized enzymes retain their catalytic activity and are more robust to environmental changes
compared with free enzymes. The operational stability depends on the immobilization method. CLEAs
were developed for carrier-free immobilization as an alternative to conventional immobilization on
solid carriers and cross-linked enzyme crystals. CLEAs have several advantages over conventional
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methods, for example, simple preparation, high catalytic activity, high operational stability, and low
production costs. Applications of CLEAs have therefore been widely investigated in various industries.
There are still obstacles to the development of immobilized enzymes as biocatalysts for practical
applications. As noted in this review, improved CLEA techniques will enable the development of
novel enzymatic reaction systems. The development of new techniques will enable expansion of the
industrial use of enzyme immobilization.
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