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Abstract: Ferulic acid (FA), a naturally occurring antioxidant, is currently used to prevent skin
damage. However, FA is very unstable upon exposure to UV radiation and other factors, which
decrease its shelf-life and effectiveness. Therefore, in this work, different prototypes of ethosomal FA
vesicular systems were designed and developed to provide protection against different environmental
factors. A two-level fractional factorial design was employed using particle size, zeta potential (ZP),
incorporation efficiency (EE), polydispersity index (PDI), and the existing relationship between
length and width of vesicles or aspect ratio (AR) as response variables. The optimal formulation was
characterized using differential scanning calorimetry (DSC), infrared analysis, UV-Vis absorption,
in-vitro permeability, and thermal degradation studies. Depending on the processing conditions,
the EE and particle size varied between 3 and 87% and 470 and 1208 nm, respectively. Membrane
studies indicated that the free product released ~4.8% of the compound, whereas the encapsulated
material released ~7.1%. Because of their enhanced permeability, ethosomes could be a promising
alternative for the topical administration of antioxidants to reduce the oxidative damage caused by
solar radiation.
Keywords: ethosomes; ferulic acid; antioxidant; dermal diffusion; chemical stabilization

1. Introduction
Skin damage caused by sun exposure is the most prevalent dermatological problem in the world.
Currently, two to three million cases of non-melanoma skin cancer, and 132000 cases of melanomas
are diagnosed each year. Moreover, one of every three types of cancer corresponds to skin cancer [1].
UVA radiation can penetrate the dermis and generate reactive oxygen species [2]. In turn, those could
trigger lipid peroxidation of the cell membrane, therefore causing melanomas, dermatitis, premature
aging, inflammation, and other types of severe skin problems [3]. Many organic compounds are
currently used to prevent skin damage caused by solar radiation. However, these compounds are
mostly unstable, and solar radiation decreases their shelf-life and effectiveness. To address this concern,
several natural antioxidants of the phenolic compound family are currently incorporated into those
products. These antioxidants are present in a large variety of plants, fruits, and vegetables [4]. Ferulic
acid (FA) is one of the most remarkable phenolic compounds due to its functional versatility. FA is
part of the cinnamate family and is present in plants such as corn, rice, peanuts, tomatoes, coffee, and
wheat, where it plays an essential role in preservation, reinforcing the plant cell wall, and offering
protection against microbial and solar damage [5]. FA is a weak acid with hydrophobic characteristics
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and has a maximum absorption wavelength of 321 nm [6]. FA is also considered a good whitener that
presents anti-aging, anti-diabetic, anti-inflammatory, and anti-cancer properties. FA can effectively
treat dermatological conditions such as rosacea, and presents neuroprotective and cardioprotective
properties [3]. Unfortunately, FA is unstable if stored at high temperatures and extreme pH levels
and undergoes isomerization and degradation reactions that alter the color and odor of the finished
products. Furthermore, photodegradation by exposure to sunlight also decreases its safety and efficacy
and generates oxidation products such as quinines, dimers, and aldehydes [4].
Nowadays, ethosomal micro incorporation is a feasible alternative to improve the stability and
skin permeability of FA. Ethosomes are flexible vesicles formed using phospholipids, water, and
high amounts of ethanol (20–45%), which confers some degree of steric stabilization by preventing
agglomeration and loss of functional activity [7]. Ethanol also improves membrane permeability and
interacts with the polar heads of lipid molecules, thus decreasing the phase transition temperature of
the lipids located in the stratum corneum of the skin. Therefore, these vesicles increase the fluidity of
the lipid molecules and improve the permeability of cell membranes. Thus, compared to conventional
liposomes and nanoparticles, they are more efficient when releasing high-and low-molecular weight
lipophilic and hydrophilic compounds regarding to the loading and penetration [8,9]. In addition,
ethosomes are a convenient and cost-effective alternative that overcome the hassle of large-scale
liposome manufacturing using conventional methods, its composition is safe, and the components
are approved for pharmaceutical and cosmetic use and do not require any sophisticated or specially
designed equipment [7,10].
The ethosomal phospholipids resemble those of cell membranes, and exhibit phase transitions.
At the phase transition temperature, the membrane is transformed from a fully extended and closely
packed “gel phase” to a liquid crystalline disordered “fluid phase” [11]. Thus, when a mixture of
phospholipids is hydrated using excess water, at least two different lamellar phases are formed.
The first one, the gel phase, occurs at lower temperatures and is characterized by molecules packed
in a quasi-crystalline two-dimensional lattice [12]. The second one, the lamellar phase, is a fluid
liquid-crystalline phase where lipid molecules can rapidly diffuse into the plane of the lipid bilayer.
The largest permeability occurs in the vicinity of this phase transition [13]. Scientists have been
employing ethosomes for the dermal release of cannabidiol while preventing its side effects and
improving its dermis and muscle tissue penetration. Furthermore, these ethosomes presented enhanced
anti-inflammatory and anti-edema effects in mice [14]. In another study, chitosan vesicles that were
prepared by ionic gelation using FA inhibited the metabolic activity of C. albicans to 22.5% after
24 h of incubation [15]. Encapsulating FA using ethosomes could increase its stability and skin
penetration. The goal of this study was to increase the shelf-life and dermal diffusion of FA using
ethosomal microcarriers.
2. Experiment
2.1. Materials
Ferulic acid (lot BCBQ6979V) was obtained from Sigma Aldrich (St. Louis, MO, USA),
ethanol (lot k46867483533) was purchased from Merck (Kenilworth, NJ, USA), and triethanolamine
(lot 5MO14651) and polyethylene glycol 400 (lot 875967) were purchased from PanReac (Barcelona,
Spain). Deionized water was used as medium for preparing ethosomes. Propylene glycol USP
(lot 102025-1) and soy lecithin (lot 1212035-2) were received from Quimicos JM SA (Medellin, Colombia).
All materials were of analytical grade.
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2.2. Methods
2.2.1. Experimental Design, Statistical Analysis, and Process Optimization
A two-level full factorial experimental design was conducted for the products obtained using the
described processing methods. Each process consisted of eight experimental runs where the FA load
(FAL) (i.e., 10 and 100 mg or 0.01 and 0.1 % w/v, respectively), homogenization time (HT) (i.e., 5 and
15 min) and homogenization rate (HR) (i.e., 3000 and 151,000 rpm) were the processing variables
(Table 1). The particle size, zeta potential (ZP), entrapment efficiency (EE), and aspect ratio (AR)
of the vesicles were considered to be dependent variables. The Design Expert® software (version
8.04, Stat-Ease, Inc, Minneapolis, MN, USA) was used for data analysis. Analysis of variance with
a 95% confidence level was also conducted. In addition, the accuracy and validity of the model to
represent the experimental data were assessed and the level of significance of each term of the adjusted
model (p-value), coefficient of determination (r2 ), and lack of adjustment were considered. Matching
the response variables to the results was based on the following selected multiple regression model:
y = b1 x1 + b2 x2 + b3 x3 + b12 x1 x2 + b13 x1 x3 + b23 x2 x3 . The model used a “backward elimination” option,
where y is the approximate value of the output quantity, b1 , b2 , and b3 are predictors of the regression
coefficients, and x1 , x2 , and x3 are the approximate values of the input quantities. The best set of
processing conditions was selected from the response grid search and desirability function to obtain a
system with the lowest polydispersity index (PDI), and highest ZP, EE, and AR [16,17].
2.2.2. Production of Ethosomal Systems
Hot Processing Method
Ethosomes were prepared using FA (10 and 100 mg), soy lecithin (3%), ethanol (30%), propylene
glycol (20%) and deionized water (q.s). First, FA was dissolved in a mixture of ethanol and propylene
glycol, which was then added to the lecithin phase dispersed in water at 40 ◦ C to prevent the
solidification of the lipid phase. Subsequently, the hydro-alcoholic dispersion was stirred for 5 min and
sonicated at 4 ◦ C for three cycles, a resting time of 5 min being used between cycles [18]. Afterward,
the ethosomal system was homogenized using 5 min cycles utilizing an ULTRA-TURRAX homogenizer
(IKA UltraTurrax T18BS1, Ika-Werke, Staufen im Breisgau, Germany) at 40 ◦ C.
Cold Processing Method
The same proportions of components used for the hot processing method were employed for
the cold processing method. Briefly, soy lecithin and FA were dissolved in ethanol under vigorous
magnetic stirring at 25 ◦ C. Subsequently, propylene glycol was added to the solution, which was
previously heated at 30 ◦ C. This mixture was then added to another vessel that contained deionized
water at 30 ◦ C and stirred for 5 min. Finally, the samples were sonicated, homogenized, and cooled
down to 4 ◦ C [11].
2.2.3. Morphology and Surface Analysis of the Vesicles
The morphology and structure of the dispersed ethosomes were analyzed using a scanning
electron microscopy (SEM) (JEOL 6490LV, Peabody, MA, USA). Approximately, 0.2 mL dispersions
were spread evenly on an aluminum stub and sputter-coated using a vacuum chamber (Desk IV, Denton
Vacuum, Moorestown, NJ, USA) with a 30% gold coating for 5 min; the chamber was operated at
12 kV. Approximately, 650 particles from the SEM images were processed using the ImageJ® software
(version 1.46r, NIH, Bethesda, MD, USA) to obtain the average AR, which was used as the main
shape descriptor.
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2.2.4. Dynamic Light Scattering (DLS) Characterization
A Malvern Nano-ZS90 Zetasizer using the laser Doppler velocimetry principle and coupled with
a Zetasizer software (vs. 7.11, Malvern Instruments Ltd., Malvern, UK) was employed at 25 ◦ C. After
purging the system, the small volume cell was filled with 2 mL distilled water. Subsequently, 150 µL
of sample was added to the cell to achieve a 12–13% darkening of the laser beam to obtain particle
size readings within the measuring range. The ZP measurements were performed by adding 700 µL
of sample to a polystyrene cell and adjusting the temperature to 25 ◦ C. Samples were analyzed for
12 to 16 cycles at the voltage of 4 mV. Light scattering measurements were performed at least in
triplicate. On the other hand, the PDI was determined using DLS at the wavelength of 677 nm using a
15-mW solid-state laser as light source. The scattered light was detected at the dispersion angle of 173◦
(backscatter) and 13◦ (Forward scatter), with this information, the software can calculate a dispersion
ratio between large and small particles. It is important to notice that in light scattering, the term
polydispersity is coming from a cumulant analysis of the DLS of the autocorrelation function. In the
cumulant analysis, a single particle size mode is assumed, and a single exponential fit is applied to an
autocorrelation function defined for the movement of a particle in the media and the polydispersity
describes the width of the assumed Gaussian distribution.
2.2.5. EE Measurements
10 mL aliquots of each sample were centrifuged using a Micro-Semi Centricone 10-T-5 instrument
(Precision Scientific, Chicago, IL, USA) at 1550 rpm for 1.5 h. The supernatant was diluted 100 and
40 times using a mixture of water, ethanol, and propylene glycol (50:30:20 % v/v) as dispersion
medium, and the FAL was 100 and 10 mg. The absorbance of the resulting samples were measured
using a UV-Vis spectrophotometer (HACH DR 5000, Hach Company, Loveland, Colorado) at the
wavelength of 321 nm, and the amount of FA was determined by interpolation from a calibration curve
built at the concentrations of 1, 2, 5, 10 and 12 µg/mL. The amount of encapsulated FA was calculated
using the following equation:


Qt − Qs
EE =
× 100%
(1)
Qt
where Qt is the total amount of FA and Qs is the amount of free FA in the supernatant
after centrifugation.
2.2.6. Characterization of Optimized Ethosomal Systems Using Fourier-Transform Infrared (FT-IR)
Spectroscopy and Differential Scanning Calorimetry (DSC)
The infrared spectra of the compounds were obtained on an FT-IR spectrophotometer (Thermo
Nicolet 6700, Fisher Scientific, Waltham, Massachusetts, USA), and the data were analyzed using
the Origin® software. Approximately, 2 mg of sample was ground along with KBr (~200 mg) using
a mortar and pestle and was subsequently compressed at 150 MPa for 5 min in a hydraulic press.
The spectra were measured between 4000 and 400 cm−1 employing 16 scans at a resolution of 2 cm−1 .
The thermal behavior of the lipid vesicles was evaluated using a DSC device (Q2000, TA Instruments,
New Castle, DE, USA) and calibrated with indium at a modulated temperature. Approximately, 20 mg
of sample was placed in a sealed aluminum crucible under a constant stream of nitrogen (30 mL/min).
An empty sealed aluminum crucible was used as reference. Thermograms were collected between 25
and 450 ◦ C at the heating rate of 10 ◦ C/min.
2.2.7. Physical Stability of Optimized Ethosomal Systems Analyzed Using DLS
The effect of the pH of the medium on the ZP and size of the vesicles was analyzed using
a Zetasizer (Nano ZSP, Malvern Instrument, WORCS, UK) equipped with an automatic titrator and
a disposable folded capillary cell (DTS1070) at 25 ◦ C. All measurements were performed in triplicate.
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2.2.8. Performance Tests
In-Vitro Permeability Test
The ability of the free and encapsulated FA to diffuse through membranes was determined using
Franz cells equipped with different synthetic cellulose ester membranes featuring 0.45 µm pores
(EMD Millipore) and wetted for 0.5 h in a petri dish with soy lecithin. These results were compared
with those obtained using the Strat-M® membranes (Sigma-Aldrich), which are synthetic membranes
designed to simulate human skin [19]. These synthetic membranes are used to study the diffusion
rate of bioactive compounds, and consist of three stratified layers of polyolefin, polyethersulfone, and
synthetic lipids. The first polyolefin layer presents large pores and is highly diffusive, whereas
the polyethersulfone inner layer exhibits smaller pores, and hence, presents a greater diffusion
resistance [20]. Each membrane was carefully inserted between the two compartments of a Franz cell.
The receptor compartment (13.0 mL capacity) was filled with two different media: (i) solution A which
consisted of water, ethanol, and propylene glycol (50:30:20 % v/v), and (ii) solution B which consisted
of ethanol, propylene glycol, and phosphate buffer (pH 7.4) at a 30:20:50 % v/v. Subsequently, 3.0 mL
of free solution (solution A with a concentration of 1 mg/mL) or encapsulated FA solution (1 mg/mL)
was added to the donor compartment. The assays were performed at the membrane temperature of
32 ± 1 ◦ C and at 240 rpm for 6 h, and 1.0 mL aliquots were collected every hour. Each aliquot was
replaced with an equal volume of the medium employed. The amount of FA was measured by UV
spectrophotometry at the maximum wavelength of 321 nm. The flux (J) was determined from the slope
of the linear section of the diffusion profile (mg/cm2 ·h). The amount of FA released was fitted to the
following solution of Fick’s second law of diffusion:
x
√

C = C0 × er f c
2 D×t

!
(2)

where, C is the concentration of FA (mg/mL), C0 is the initial concentration of FA in the donor
compartment, erfc is the complementary error function, x is the diffusion distance (1 cm), and D is the
fitted diffusion coefficient.
3. Results and Discussion
3.1. Effect of Processing Conditions on Physical Properties of Vesicles
To form ethosomal systems, energy should be transferred to the substances used to generate
the vesicles. In this study, energy was supplied as heat, followed by agitation, sonication, and
homogenization. This caused lipid molecules to rearrange and form vesicles which reached
thermodynamic equilibrium in aqueous phase. Applying a mechanical force facilitated the
homogeneous distribution of the components [21]. During the manufacturing process, water was
the main wetting agent for the phospholipids, and an ethanol solution containing FA was added to
the vessel. Thus, water and ethanol led to the hydration of the outer phospholipid monolayer and
increased the surface of the polar heads, resulting in the formation of multilamellar vesicles. The 40 ◦ C
temperature, which was higher than the phase transition temperature of soy lecithin, allowed for the
transition of the bilayers from a gel phase (well ordered) to a disordered fluid phase [22]. As a result,
as water penetrated them, the hydrocarbon chains were transitioned into a fluid state, leading to
melting of the hydrocarbon chain region and dissociating the ionic structure. Once samples were
cooled below the phase transition temperature, the hydrocarbon chains rearranged themselves into
an orderly crystalline lattice or a quasi-crystalline gel phase [23]. As a result, the thickness of the
bilayer decreased and the surface area per molecule increased [17,24]. In addition, there was no risk of
lipid degradation since only short homogenization cycles (~5 min) were implemented and the settling
time was 5 min. Propylene glycol is a water-soluble and physiologically acceptable compound that
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could increase the stability of lipid vesicles. Moreover, the presence of propylene glycol and ethanol
led to the formation of flexible ethosomes. The HT was limited to a maximum of 15 min to avoid
FA leakage from the vesicles and phospholipid decomposition because of induced heating (~40 ◦ C).
The particle size of the vesicles varied depending on the experimental conditions. Some authors
indicated that homogenization per se produced 400–3500 nm particles, whereas sonication only formed
170–260 nm vesicles. Furthermore, some studies suggested that ethosomes are essentially oligolamellar,
multilamellar, and large multilamellar vesicles (OLV, MLV, and LUV, respectively). The latter usually
range in size from 500 to 1000 nm. Moreover, MLV present several bilayers that trap the solvent in their
Cosmetics 2018, 5, x FOR PEER REVIEW
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core part, and their size is greater than 500 nm. In addition, MLVs from 100 nm to 1 µm in size are also
called OLVs [25]. As can be seen in Figure 1, the ethosomal systems obtained in this study belonged to
systems obtained in this study belonged to the MLV, OLV, and LUV types, and the vesicle type
the MLV, OLV, and LUV types, and the vesicle type depended on the processing conditions.
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Figure 1.1. Scanning
Scanning Electron
Electron Microphotographs
Microphotographs of
of ethosomal
ethosomal systems
systems produced
produced under
under different
different
Figure
processing
conditions.
processing conditions.

The ethosomes
ethosomes exhibited
exhibited regular
regular and
and smooth
smooth surfaces,
surfaces, and
and in
in few
few cases
cases (i.e.,
(i.e., samples
samples 6H
6H and
and
The
7H) halos
halos were
were observed
observed around
around the
the vesicles,
vesicles, which
which were
were possibly
possibly attributed
attributed to
to the
the prevalence
prevalence of
of
7H)
LUV.
These
features
were
independent
of
the
processing
conditions.
The
SEM
images
of
the
aqueous
LUV. These features were independent of the processing conditions. The SEM images of the aqueous
dispersions indicated that
thethe
largest
number
of regular
vesicles
featuring
thick
dispersions
thatsample
sample7H
7Hpresented
presented
largest
number
of regular
vesicles
featuring
walls.walls.
OnceOnce
thesethese
vesicles
were
subjected
to drying,
they
coalesced
for
thick
vesicles
were
subjected
to drying,
they
coalescedand
andformed
formedaa thin
thin film for
subsequent
analysis
by
SEM,
it
is
possible
that
one
of
the
components
of
the
formulation
acts
as
subsequent analysis by SEM, it is possible that one of the components of the formulation acts as aa
protectoragainst
againstdehydration,
dehydration,avoiding
avoidingthe
thetendency
tendencyof
ofthe
thevesicles
vesiclestotoaggregate.
aggregate.
protector
3.2. DLS Characterization of Vesicles
The particle size distribution was determined using DLS, which provided cumulative average
size information for many vesicles simultaneously. The information thus obtained agreed with the
SEM morphology analysis data. Furthermore, light scattering assumed any aggregates of more than
one vesicle to be single particles. Comparable average sizes were obtained from both light scattering
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3.2. DLS Characterization of Vesicles
The particle size distribution was determined using DLS, which provided cumulative average
size information for many vesicles simultaneously. The information thus obtained agreed with the
SEM morphology analysis data. Furthermore, light scattering assumed any aggregates of more than
one vesicle to be single particles. Comparable average sizes were obtained from both light scattering
and microscopy analyses. Bimodal distributions where obtained for ethosomal systems such as those
labeled as 1H, 2H, 5H, and 7H which presented trivial subpopulations between 6 and 9 µm in size.
In addition, only the samples labeled as 3H and 4H presented narrow size distributions and exhibited
a low FAL (10 mg) and long HT (15 min).
The ZP values refer to the charges on the slipping plane at the surface of the vesicle, and although
they are not direct measurements of the surface charge, they are still good estimates. It is well known,
that the oppositely charged ions in the slipping plane travel alongside the charged surface, the ions
underneath the plane remain attached to the surface. Thus, the ZP values are good indicators of the
electrostatic interactions between vesicles and are normally used to predict the stability of dispersions,
since colloidal systems are not stable close to the point of zero charge [26]. Even though soy lecithin
consists of a mixture of several phospholipids of different charges, phosphatidylcholine (PC) is the
most prevalent phospholipid and presents a net charge of zero [27]. Only phosphatidylserine which is
present in a lower amount in lecithin features a negative charge rendering a slightly negative charge to
the vesicles (−67.7 mV). This negative charge is boosted by the presence of a large fraction of ionized
FA. Negatively charged ethosomes exhibit advantages over cationic systems such as stearylamine,
which have been reported to be toxic due to the interaction of the cationic lipids with cell organelle
membranes. In addition, negatively charged ethosomes are more efficiently associated [26]. Moreover,
the net negative charges of the ethosomes increase their physical stability, thus preventing their fusion
and aggregation due to electrostatic repulsions. Interestingly, ethanol also renders some degree of
steric stabilization to the ethosomes and prevents the aggregation of the vesicles due to electrostatic
repulsions [27]. It is expected that FA would be primarily entrapped within the inner aqueous core of
ethosomes, where the rigid aromatic ring is oriented between the lipid bilayers near the phosphate
head group. Furthermore, phosphate groups could be exposed at the surface of the carboxyl groups of
FA, thus providing additional shielding. The magnitude of this protective effect was more noticeable
at high FALs. Higher FALs (100 mg) also was prompted to reduce the charge intensity. The results of
the different tests performed are listed in the Table 1, and the plots obtained from the factorial models
along with the significant factors are depicted in Figure 2.
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Table 1. Physicochemical properties of ethosomes obtained using different processing conditions.
Processing Method

Sample ID

FAL (mg)

HT (min)

HR (rpm)

ZP ± SD (mV)

Size ± SD (nm)

PDI ± SD

EE ± SD (%)

AR ± SD

hot
hot
hot
hot
hot
hot
hot
hot
cold
cold
cold
cold
cold
cold
cold
cold

1H
2H
3H
4H
5H
6H
7H
8H
1C
2C
3C
4C
5C
6C
7C
8C

10
10
10
10
100
100
100
100
10
10
10
10
100
100
100
100

5
5
15
15
5
5
15
15
5
5
15
15
5
5
15
15

3000
15,000
3000
15,000
3000
15,000
3000
15,000
3000
15,000
3000
15,000
3000
15,000
3000
15,000

−86.8 ± 1.5
−60.9 ± 1.4
−62.8 ± 0.3
−72.0 ± 0.2
−50.4 ± 2.4
−55.5 ± 1.0
−54.3 ± 0.6
−54.9 ± 0.8
−84.8 ± 1.5
−71.4 ± 0.5
−63.7 ± 1.0
−72.1 ± 0.9
−46.3 ± 0.7
−52.2 ± 0.9
−62.9 ± 0.7
−54.6 ± 1.3

470.5 ± 6.1
566.8 ± 39.8
590.5 ± 1353
552.0 ± 2.4
1035 ± 21.9
1208 ± 94.8
1119 ± 87.4
929.8 ± 25.1
885.3 ± 89.3
561.0 ± 15.75
501.5 ± 16.41
445.3 ± 9.2
579.3 ± 9.7
612.7 ± 11.8
653.4 ± 9.2
778.6 ± 31.6

0.59 ± 0.13
0.54 ± 0.03
0.23 ± 0.02
0.20 ± 0.02
0.58 ± 0.28
0.20 ± 0.14
0.44 ± 0.17
0.52 ± 0.16
0.51 ± 0.35
0.21 ± 0.14
0.52 ± 0.04
0.39 ± 0.08
0.42 ± 0.12
0.31 ± 0.11
0.53 ± 0.09
0.26 ± 0.22

3.0 ± 0.05
100 ± 0.02
67.0 ± 0.12
87.4 ± 0.09
10.6 ± 0.12
22.2 ± 0.12
49.0 ± 0.06
6.2 ± 0.01
79.6 ± 0.13
91.4 ± 0.01
17.9 ± 0.05
100 ± 0.01
8.4 ± 0.09
6.3 ± 0.01
5.5 ± 0.01
0 ± 0.00

0.7 ± 0.11
0.7 ± 0.13
0.7 ± 0.14
0.8 ± 0.10
0.8 ± 0.12
0.7 ± 0.14
0.8 ± 0.12
0.7 ± 0.10
0.8 ± 0.14
0.7 ± 0.11
0.7 ± 0.16
0.8 ± 0.09
0.7 ± 0.18
0.7 ± 0.13
0.7 ± 0.12
0.7 ± 0.14

FAL: ferulic acid load, HT: homogenization time, HR: homogenization rate, PDI: polydispersity index, ZP: zeta potential, EE: encapsulation efficiency, AR: aspect ratio. The standard
deviation was obtained by replicates in triplicate.
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In general, the PDI increased at low FALs. This can be explained by the fluidity of phospholipids,
which rendered ethosomes susceptible to ionic interactions when the FAL was high. The PDI was
determined using the DLS method where particles passed through a laser beam at an angle that was
inversely proportional to their size. This index is a number calculated from a simple two parameter
fit to the correlation data (the cumulants analysis). The PDI is dimensionless and scaled such that
values smaller than 0.05 are rarely seen except for highly monodisperse standards. Values greater than
0.7 indicate a very broad size distribution and is probably not suitable for the dynamic light scattering
(DLS) measurement. Thus, large particles disperse light at low angles, whereas small particles disperse
light at high angles. The PDI values of all samples were lower than 0.6, and the samples labeled
as 3H and 4H presented the lowest PDI values (<0.25), while also exhibiting relatively narrow size
distributions. Figure 2 illustrates that a large HR and low FAL resulted in lower PDI values.
The FAL amounts caused significant differences in the ZP values, and thus, a large FAL (100 mg)
caused the ethosomal systems to become less negative. Conversely, ZP increased at low FALs, thus
increasing the stability of ethosomes by preventing their fusion and aggregation due to electrostatic
repulsions [28]. Therefore, the symmetry of particles decreased when short HT were employed. In
fact, it was necessary to consume mechanical energy to produce these ethosomal colloidal systems.
In turn, this was eased by the hydration and swelling of the phospholipid bilayers transforming
from semi-spherical or ellipsoids into spherical vesicles. The pH values of all ethosomal systems
were slightly acidic to neutral and were highly associated with the FAL. Thus, the pH of the samples
presenting the largest load (100 mg) ranged from 6.1 to 6.2, whereas the pH value of the samples
characterized by low FALs (10 mg) were higher (6.52–6.53), and were comparable to the pH of the
FA-free ethosomal systems (6.55). Furthermore, the pH values of all ethosomes were higher than the
pKa of FA (4.58), and thus, the ionized form of FA was prevalent, but both the ionized and nonionized
forms of FA were expected to be trapped within the vesicles.
3.3. EE Analysis
The EE of the ethosomes was significantly affected by the FAL. As the FAL increased, EE decreased.
Furthermore, the presence of ethanol increased the solubility and entrapment of FA within the
ethosomal media since the solubility of FA in ethanol (50 mg/mL) is much higher than that in water
(0.78 mg/mL). Therefore, the interactions between the internal hydrogen bonds between phosphate
or hydroxyl groups could lead to the rapid and compacted binding of FA within the phospholipids
and to greater intermolecular spacing within the cores of the ethosomes. Thus, FA could interact
with the ethosomes due to the polar and nonpolar forces and/or electrostatic interactions with the
phospholipids head groups. The optimization runs were obtained by building surface plots based on
the factorial models obtained for each response. In our study, these conditions were satisfied when the
ethosomal systems exhibited the most optimal morphology, highest EE, highest ZP, and lowest PDI.
None of the other response variables were restricted and remained within the range of the dataset.
Thus, the best predicted operational parameters that met the abovementioned conditions produced
a desirability of 0.8 while employing a low FAL and high HT, independent of the HR (Figure 2).
3.4. FT-IR and DSC Characterization of the Optimized Ethosomal System
The results of the FT-IR and DSC characterization of the optimized ethosomal system are shown
in Figure 3.
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The vibrational bands at 3434, 3010, and 2918 cm in the FT-IR spectrum of FA were attributed
to the stretching of the OH of the carboxyl group, stretching of the C–H of the aromatic ring, and
to the stretching of the OH of the carboxyl group, stretching of the C–H of the aromatic ring, and
symmetrical and asymmetric stretching of the CH3 groups, respectively (Figure 3A). Furthermore, the
symmetrical and asymmetric stretching of the CH3 groups, respectively (Figure 3A). Furthermore,
1690 and 1275 cm−1 bands
in the FT-IR spectra of FA were attributed to the stretching of the C=O and
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C–O–C bonds of the carboxyl group, respectively. In addition, the signals at 1620 and 1515–1432 cm−1
were assigned to the stretching of the C=C bonds of the aromatic ring. Moreover, the band at 1665 cm−1
was ascribed to the alkene group and the bands between 900 and 650 cm−1 were attributed to the CH
interactions [24,29]. On the other hand, soy lecithin exhibited a broad band above 3388 cm−1 due to
the stretching of the OH and amino groups. Other bands at 3009, 2924, and 2854 cm−1 were attributed
to the symmetrical and asymmetric stretching of the CH2 and CH3 groups and to CH2 scissoring,
respectively. Moreover, the signal at 1744 cm−1 corresponded to the stretching of the ester bond.
Furthermore, the overlapping vibrational bands of the PO2- and P–O–C groups occurred between 1230
and 970 cm−1 [30,31]. The signal at 1230 cm−1 was due to the formation of hydrogen bonds between
the phosphate head groups and the surrounding water molecules [32]. The spectrum of propylene
glycol presented vibrational bands at 1044 cm−1 due to the stretching of the C–OH bonds, a band at
3386 cm−1 due to the stretching of the OH groups, and signals at 2925, 2877, and 1459 cm−1 attributed
to the symmetrical and asymmetric stretching of the CH2 and CH3 groups and scissoring of CH2 ,
respectively [33]. The band at 1649 cm−1 was attributed to the stretching of C=O possibly due to traces
of impurities corresponding to an ester group. On the other hand, the aqueous ethosomal dispersion
exhibited bands at 3396, 2925, 1744, and 1164 cm−1 , which mostly matched the bands observed for soy
lecithin, thus indicating its prevalence in the aqueous ethosomal dispersion. It is worth mentioning
that soy lecithin accounted for only 3% of the composition of ethosomes as compared to propylene
glycol, which accounted for 20% of their composition.
On the other hand, we used DSC analysis to identify thermal events and obtain information
on the composition of the ethosomes (Figure 3B). Based on the thermograms, we determined that
the melting point and enthalpy of FA were 171.8 ◦ C and 182.3 J/g, respectively. Moreover, FA
did not present an amorphous phase or a glass transition, but exhibited an exothermic onset peak
due to thermal degradation beyond 397.7 ◦ C. The phase transition temperature of soy lecithin was
reported to range between 55 and 65 ◦ C, and in our study occurred at 58.1 ◦ C. In addition, another
endothermic change started at approximately 392.1 ◦ C, since soy lecithin is a mixture of phospholipids,
such as PC, phosphatidylethanolamine, lysophosphatidylcholine, N-acyl-phosphatidylethanolamine,
and phosphatidylinositol, and all of them contributed to the phase transition temperature [34].
The thermogram for propylene glycol presented an endothermic peak at 187.47 ◦ C, which was
attributed to its boiling point, and the corresponding transition enthalpy was 501.0 J/g. The ethosomal
vesicles exhibited an endothermic peak at 187.5 ◦ C and an enthalpy of 435.7 J/g due to the
interdigitation of their chains, which indicated that they presented a crystalline, regular structure and
homogeneous heat flux. For comparison, the endothermic peak of the phospholipids in soy lecithin
was observed at 416.8 ◦ C. These results were in agreement with those reported in the literature for
other vesicles, where the inclusion of soy lecithin caused hydrophobic interactions in the vesicle bilayer,
thus resulting in a less rigid lipid bilayer which eased the permeability and decreased the melting point
of the ethosomes. In addition, the signal and enthalpy of FA in the ethosomal system also decreased,
shifting toward 122.9 ◦ C and 30.8 J/g, respectively, therefore indicating a lower degree of crystallinity
or higher amorphicity.
3.5. DLS Characterization of Optimized Ethosomal Systems
The effect of pH on the optimized ethosomal dispersion is depicted in Figure 4. The ZP value
became more electronegative (−54.8 mV at pH 5.4) as the pH of the media approached neutrality
(Figure 4A). This was essentially attributed to the ionization of phospholipids containing soy lecithin
and incorporated FA, which generated negative charges on the phosphate groups located on the
surfaces of the vesicles. The interaction between phospholipids and FA is known to be specific and
dependent on polar and van der Waals interactions. Van der Waals interactions occur between the
hydrocarbon chains and aromatic rings and between the polar heads of phospholipids and carboxyl
groups leading to compact and rapid binding of FA, which results in increased intermolecular spaces
between the polar heads. On the other hand, the size of the ethosomal vesicles did not present any
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were determined by adjusting the experimental values to a specific error function model at a release
distance of 1 cm. At pH 7.4, the behavior of the cellulose membrane moistened with soy lecithin was
comparable to that of the Strat-M® membrane. This could allow for large-scale trials for these vesicles,
which would be more affordable than the Strat-M® membrane. Furthermore, the release profile of
FA from the Strat-M® membranes was biphasic, and presented an initial lag time of ~2 h, whereas
the initial lag times of the cellulose membranes tested at pH 6.2 and 7.4 were 0 and 0.8 h, respectively.
Once the lag time was surpassed a steep release period followed for all tested membranes, which
presented an almost linear profile.
4. Conclusions
This study presented a rapid method for preparing ethosomal colloidal systems which involved
no harmful solvents or detergents. The prepared vesicles exhibited good stability, size distribution,
and morphology, and mainly consisted of LUV, MLV, and OLV. The ZP values of the formulations
were in the negative range and exhibited slight decreases in different factors as charge intensity upon
the inclusion of FA, hydration conditions, and hydration temperature. Furthermore, the ethosomal
systems may improve the permeability of FA, thus representing a promising alternative for the topical
administration of antioxidants, which are used to reduce the oxidative damage to the skin caused by
solar radiation.
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