crystals
Article

Novel Cerium Bisphosphinate Coordination Polymer
and Unconventional Metal–Organic Framework
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Abstract: The first Ce(III)-based coordination polymer ICR-9 (ICR stands for Inorganic Chemistry Řež),
with the formula Ce2 (C8 H10 P2 O4 )3 , containing ditopic phenylene-1,4-bis(methylphosphinic acid)
linker, was synthetized under solvothermal conditions. The crystal structure, solved using electron
diffraction tomography (EDT), revealed 2D layers of octahedrally coordinated cerium atoms attached
together through O-P-O bridges. The structure is nonporous, however, the modification of synthetic
conditions led to unconventional metal–organic framework (or defective amorphous phase) with a
specific surface area up to approximately 400 m2 g-1 .
Keywords: coordination polymer; Cerium; defects; amorphous; porosity; electron diffraction
tomography; solid state NMR

1. Introduction
Coordination polymers, and particularly the porous subgroup referred to as metal–organic
frameworks (MOFs), have been extensively studied during the past decades [1]. Since the early years,
carboxylate linkers were in the spotlight, however, the high specific surface area and tunability of the
structures is accompanied with generally low stability in air and aqueous environments, hindering
their industrial applications [2–4].
The next logical step was to use linkers based on a phosphonate group (RPO3 2− ) which forms
stronger coordination bonds than carboxylates, however, the presence of three coordinating oxygen
atoms results in many coordination modes and the resulting structures are often nonporous [5]. Despite
progress in recent years, well crystalline porous structures are difficult to prepare [6], often utilizing
high-throughput methods [5]. We kindly refer the reader to other papers included in this issue for
more details [7]. On the other hand, syntheses of poorly crystalline or amorphous metal phosphonates,
displaying porosity due to the presence of defects, referred to as unconventional metal–organic
frameworks (UMOFs), have yielded a large number of highly stable materials [8].
Interestingly, phosphinate-(R1 R2 POOH) based coordination polymers have attracted much less
attention [9]. Most of the reported phosphinate-based coordination polymers use (i) monophosphinic
acids, e.g., diphenylphosphinic acid [10], ethylbutylphosphinic acid [11], or m-carboranylphosphininc
acid [12,13] which act as bridging ligands forming 1D infinite chains; (ii) ligands with both
carboxylic and phosphinic groups, e.g., (2-carboxyethyl)(phenyl)phosphinic acid which form 2D
or 3D networks [14–16]; (iii) ligands bearing two phosphinic acid groups separated either by methylene
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bridge forming a 2D network [17], or by 1,1’-substituted ferrocene forming a flexible polymer
chain [18,19]. Recently, we reported on the first permanently porous MOF made of bisphosphinate
linkers [20].
Cerium in oxidation states Ce(III) and Ce(IV) is known to form stable salts. For this reason, cerium
salts in both oxidation states were used for the preparation of coordination polymers, including MOFs.
The first Ce-MOF was prepared with phosphonate linker [21], later several studies described the
synthesis of cerium analogues of carboxylate Zr-MOFs composed of the [Ce6 O4 (OH)4 ]12+ secondary
building units [22,23]. MOFs based on Ce(III) forming a linear inorganic building units were also
reported [24]. For a recent review on Ce-MOFs, please see [25]. Interestingly, phosphinate coordination
polymers with cerium have not been reported yet.
Here, we report on the synthesis and crystal structure of ICR-9 (ICR stands for Inorganic Chemistry
Řež), a Ce(III) coordination polymer with phenylene-1,4-bis(methylphosphinic acid)–H2 PBP(Me) linker.
Because of the microcrystalline nature of the polymer, the crystal structure was determined using
electron diffraction tomography (EDT). The pores in the structure are too small to accommodate gas
molecules; however, when defective amorphous phase (UMOF) is formed along with the ICR-9 phase,
the phase mixtures become microporous with a specific surface area up to approximately 400 m2 g−1 .
2. Materials and Methods
2.1. Materials
Ammonium
cerium(IV)
nitrate
(>99.99%),
cerium(III)
chloride
heptahydrate
(99.9%), and cerium(III) nitrate hexahydrate (99%) were purchased from Sigma–Aldrich.
Phenylene-1,4-bis(methylphosphinic acid) (H2 PBP(Me)) was synthetized according to a procedure
described earlier [20]. N,N-Dimethylformamide (Penta, Czech Republic; abbreviated as DMF) and
acetone (Lach-Ner, Czech Republic) were used as received. Reactions were performed using deionized
water (conductivity < 0.15 µS cm−1 ).
2.2. Preparation of ICR-9
2.2.1. Synthesis of Well-Crystalline ICR-9
A Schlenk tube was charged with 40 mg (0.171 mmol) of H2 PBP(Me) and 8 mL of water. The mixture
was preheated in an oil bath at 100 ◦ C under stirring. Then, the solution of 93.7 mg (0.171 mmol)
of ammonium cerium(IV) nitrate dissolved in 4 mL of DMF was added. The Schlenk tube was sealed
and the crystallization was carried out at 100 ◦ C for 3 h under continuous stirring. The resulting white
solid was centrifuged (Hettich Rotina 380 R, 5 min, 11,000 rpm), washed three times with DMF and five
times with acetone, and air-dried, yielding 38 mg of yellow powder, denoted as ICR-9Cryst. Elemental
analysis CHN calculated (%) for Ce2 (C8 H10 P2 O4 )3 : C 28.70, H 3.10, N 0.0; found C 29.13, H 3.08, N 0.0.
Well-crystalline ICR-9 was also prepared from Ce(III) salts—cerium chloride and nitrate.
The procedure was identical to the one described above, using 63.7 mg CeCl3 ·7H2 O or 74.3 mg
Ce(NO3 )3 ·6H2 O (both 0.171 mmol) instead of ammonium cerium(IV) nitrate.
2.2.2. Synthesis of ICR-9 with UMOF Phase
The synthetic protocol was similar to the one used for the well-crystalline ICR-9, however,
the solvents for preparing the reactant solutions were interchanged. Thus, a Schlenk tube was charged
with 40 mg (0.171 mmol) of H2 PBP(Me) and 8 mL of DMF. The mixture was preheated in an oil bath at
100 ◦ C under stirring. Then, the solution of 93.7 mg (0.171 mmol) of ammonium cerium(IV) nitrate
dissolved in 4 mL of water was added. The Schlenk tube was sealed and the crystallization was carried
out at 100 ◦ C for 0.5 and 1.5 h under continuous stirring to form ICR-9A and ICR-9B, respectively.
The resulting white solids were centrifuged (Hettich Rotina 380 R, 5 min, 11,000 rpm), washed three
times with DMF and five times with acetone, and air-dried. The yield was 35 and 41 mg for ICR-9A
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and ICR-9B, respectively. In the case of ICR-9A, the BET (Brunauer–Emmett–Teller) specific surface
area varied from batch to batch as much as ±10%. On the other hand, the syntheses of ICR-9B were
well reproducible with batch to batch BET specific surface differences within the experimental error.
Elemental analysis CHN calculated (%) for Ce2 (C8 H10 P2 O4 )3 : C 28.70, H 3.10, N 0.0; ICR-9A found
C 24.83, H 3.15, N 1.29; ICR-9B found C 25.22, H 3.00, N 0.74. The content of nitrogen is in line with
a small amount of DMF trapped in the pores of UMOF, see below. The lower content of measured
carbon can originate from defects in the structure of the UMOF phase.
2.3. Instrumental Methods
Electron diffraction tomography experiments were performed on a Philips CM120 microscope
(120 kV) with a LaB6 cathode equipped with an Olympus SIS Veleta CCD camera (14 bit) (Olympus
Corporation, Tokyo, Japan). Samples were measured at 100 K (sample holder tip temperature).
The platelet crystals were twisted and preferentially oriented with [001] parallel to the electron beam.
Due to large mosaicity and a lattice parameter c of 40.7 Å, it was not possible to use precession [26]
to integrate the diffraction data. Finer sampling of the reciprocal space was used instead with a tilt
step of 0.5◦ . Crystals were fished from the acetone suspension on a lacey-carbon Cu transmission
electron microscopy (TEM) grid. Measurements were done in a micro-diffraction mode. Datasets were
processed with the PETS program [27], indexed and refined in Jana2006 software package [28].
High-resolution scanning electron microscopy (SEM) was performed using a FEI Nova NanoSEM
(Thermo Fisher Scientific, Waltham, MA, USA) equipped with a circular backscatter detector in the
backscattered electron mode. An accelerating voltage was set to 5 kV. The samples were suspended in
acetone in an ultrasonic bath, deposited onto a silicon wafer chip, and air-dried overnight. Thermal
analyses (DTA/TGA) were carried out on a Setaram SETSYS Evolution-16-MS (Setaram, Caluire, France)
instrument coupled with a mass spectrometer. The measurements were performed in synthetic air
(30 mL min−1 ) from 20 to 650 ◦ C with a heating rate of 10 ◦ C min−1 . Fourier transform infrared
(FTIR) spectra were collected with a Nicolet NEXUS 670-FT spectrometer (Thermo Fisher Scientific,
Waltham, MA, USA) in KBr pellets. Elemental analysis (CHN) was done using analyzer Thermo
Scientific FlashSmartTM 2000 Elemental analyzer (Thermo Fisher Scientific, Waltham, MA, USA).
A combustion tube was equipped by EA-2000 chromium oxidizer, high quality copper reducer,
and silver cobaltous–cobaltic oxide. All the measurements were performed three times.
The polycrystalline bulk samples were measured at room temperature on a PANalytical Empyrean
powder diffractometer (Malvern Pananalytical, Almelo, Netherlands) equipped with a Cu anode and a
PIXCel3D detector (Malvern Pananalytical, Almelo, Netherlands). The sample was measured in the
reflection Bragg–Brentano geometry. The result of the EDT experiment was confirmed by a simple
Rietveld fit in Jana2006, where the structural model was fixed and only profile parameters together with
unit cell and preferred orientation were refined, see Figure S1 with the final Rietveld plots. The solid
state NMR (ssNMR) spectra were recorded at 11.7 T using a Bruker AVANCE III HD spectrometer
(Bruker, Billerica, MA, USA). The 3.2-mm cross-polarization magic angle spinning (CP/MAS) probe
was used for 13 C and 31 P characterization at Larmor frequencies of υ (13 C) = 125.783 MHz and υ (31 P)
= 202.478 MHz, respectively. The 13 C and 31 P ssNMR spectra were collected at 20 kHz spinning speed.
The 13 C NMR isotropic chemical shifts were calibrated using α-glycine (13 C: 176.03 ppm; carbonyl
signal) and 31 P NMR shift using liquid 85% H3 PO4 in H2 O at 0.0 ppm, both as external standards.
High-power 1 H decoupling rCwApA [29] and SPINAL64 were used to eliminate heteronuclear dipolar
couplings, for 13 C and 31 P ssNMR spectra, respectively. Directly excited 13 C and 31 P MAS NMR
experiments were performed with a recycle delay of 10 s. Five thousand one hundred and twenty and
128 scans were collected in each 13 C and 31 P MAS NMR experiment, respectively. The total of 4096
scans were accumulated for each 13 C CP/MAS NMR spectrum with a recycle delay of 2 s and 1.75 ms
cross-polarization (CP) mixing time. Each 31 P CP/MAS NMR spectrum was recorded using 512 scans
with a recycle delay of 2 s and 2 ms CP mixing time. Frictional heating of the spinning samples was
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compensated by active cooling [30] and the dried samples were placed into ZrO2 rotors. All NMR
spectra were processed using the Top Spin 3.5 pl7 software package.
3. Results and Discussion
3.1. Synthesis
The coordination polymer ICR-9 with the formula Ce2 (C8 H10 P2 O4 )3 was prepared by the
solvothermal synthesis. H2 PBP(Me) was dissolved in H2 O and the formed solution was preheated to
100 ◦ C, the DMF solution of Ce(IV) salt was added, and the reaction mixture was stirred at 100 ◦ C for
3 h. The produced sample is further denoted as ICR-9Cryst. We used (NH4 )2 Ce(NO3 )6 for the standard
synthesis where Ce(IV) is reduced in situ to Ce(III), similarly as described earlier [31]. To confirm this
hypothesis, we performed the syntheses using Ce(NO3 )3 ·6H2 O or CeCl3 ·7H2 O, also yielding materials
with the ICR-9 structure. Interestingly, when we exchanged the solvents in which the components
were dissolved, i.e., H2 PBP(Me) was dissolved in DMF, preheated, and then Ce(IV) salt was added in
H2 O, we obtained the mixture of the UMOF and ICR-9 phases. The amount of the crystalline ICR-9
increased with increasing reaction time. ICR-9A and ICR-9B were prepared with reaction times of
30 and 90 min, respectively. When the reaction was prolonged to 3 h, diffraction lines of additional
unknown phase appeared (Figure S2).
3.2. Structure of ICR-9
The structure was solved ab initio in the P63 /m spacegroup using the SIR2014 software [32].
The lattice parameters were a = 17.4 (1), c = 40.7 (5) Å. Three out of five independent linker molecules
were found in the solutions completely. The phenylene groups of the two remaining linkers were
not clearly observed in the solution, the atomic positions were found in the difference potential
map of the kinematically-refined structure model. The molecules were restrained using distance
(0.001 sigma), angular (0.01 sigma), atomic displacement parameters (ADP), and planarity parameters.
Hydrogen atoms were introduced in geometrically expected positions and their ADPs were set as
riding with extension equal to two. Kinematical refinement resulted in R(obs) = 33.17% on 1704 observed
reflections out of 3349 measured using 150 parameters. For crystallographic details see Table S1,
the crystallographic data for ICR-9 are deposited at the Cambridge Crystallographic Data Centre
(CCDC) no. 1913129 [33].
The crystal structure of ICR-9 consists of 2D layers of octahedrally coordinated cerium atoms
bound together through O-P-O bridges, see Figure 1 right. The octahedral coordination of cerium atom
is noticeably distorted. The phenylene bridges connect these 2D layers of cerium atoms into the 3D
framework (Figure 1 left). There are two rows of differently oriented phenylene bridges. In the first row,
containing a mirror plane perpendicular to [001], all three crystallographically independent phenylene
groups are arranged perpendicularly to this mirror plane and thus to the 2D layers of cerium atoms,
while in the second row the angles between bridging phenylene groups and 2D connecting layers are
67◦ and 75◦ . The structure contains voids with a calculated pore limiting diameter of approximately
1.3 Å and a maximal pore diameter in cavities of approximately 3.6 Å. Although the calculated values
may be affected by an error, they confirm the nonporous nature of IRC-9Cryst (see below), because the
size of the pore limiting diameter is too small for N2 molecules.
The structure of ICR-9 has a similar 2D layered arrangement to Ce(III) coordinated by
1,4-phenylenebis(phosphonate) with the formula Ce[O3 P(C6 H4 )PO3 H], see Figure 2 [34]. In this
case, Ce(III) ions are coordinated by 8 oxygen atoms and create a slightly distorted dodecahedron
bisdisphenoid. The connectivities in these layers are different than those in ICR-9. The dodecahedron
bisdisphenoids are connected directly with each other through edge-sharing on two opposite sides
and by O-P-O bridges forming the final 2D layer. The layers are connected by phenylene groups that
are disordered in two positions. To the best of our knowledge, ICR-9 is the first structure with the
motive of 2D layers of cerium atoms arranged in the hexagonal honeycomb, connected by oxygen
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The structure of ICR-9 has a similar 2D layered arrangement to Ce(III) coordinated by
1,4-phenylenebis(phosphonate) with the formula Ce[O3P(C6H4)PO3H], see Figure 2 [34]. In this case,
Ce(III) ions are coordinated by 8 oxygen atoms and create a slightly distorted dodecahedron
bisdisphenoid. The connectivities in these layers are different than those in ICR-9. The
dodecahedron bisdisphenoids are connected directly with each other through edge-sharing on two
opposite sides and by O-P-O bridges forming the final 2D layer. The layers are connected by
phenylene groups that are disordered in two positions. To the best of our knowledge, ICR-9 is the
first structure with the motive of 2D layers of cerium atoms arranged in the hexagonal honeycomb,
connected by oxygen atoms through phosphorus or through any other atoms —(O—Ce—O—X)6—
where X = P, S, C, or any other atom.
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3.3. Characterization
The purity of the bulk ICR-9Cryst sample was confirmed by a simple Rietveld fit using
fundamental parameters approach, see Figure S1. Interestingly, the comparison of the full width at
half maximum of Bragg reflections of ICR-9Cryst, ICR-9A, and ICR-9B revealed, that the crystalline
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The purity of the bulk ICR-9Cryst sample was confirmed by a simple Rietveld fit using fundamental
parameters approach, see Figure S1. Interestingly, the comparison of the full width at half maximum
of Bragg reflections of ICR-9Cryst, ICR-9A, and ICR-9B revealed, that the crystalline domain size
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Figure 3. Comparison of the powder XRD patterns of ICR-9Cryst (black), ICR-9B (blue), and ICR-9A
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and the wide peak between 6 and 12° 2θ. The least amount of the amorphous phase is in the sample
of ICR-9Cryst, whereas the largest amount is in the case of ICR-9A.
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ArAr-), respectively. Furthermore,in
the
thethe
highly-crystalline
system
(ICR-9Cryst),
three distinct
methyl methyl
groups are
clearly
resolved
thecase
caseof of
highly-crystalline
system
(ICR-9Cryst),
three distinct
groups
are
clearly
with
chemical
28.5 shifts
ppm, 20.2
ppm.
of presence
these methyl
groups
can
resolved
withshifts
chemical
28.5 ppm,
ppm, and
20.216.4
ppm,
and The
16.4presence
ppm. The
of these
methyl
be
expected
in
all
samples,
and
this
is
verified
based
on
the
shape
of
the
unresolved
signal
in
the
groups can be expected in all samples, and this is verified based on the shape of the unresolved
13
relevant
region
(Figure 6c).
Interestingly,
when
a cross polarization
( C CP/MAS
NMR) was
signal in
the relevant
region
(Figure 6c).
Interestingly,
when atechnique
cross polarization
technique
(13C
CP/MAS NMR) was used the resonance at 28.5 ppm disappeared, which indicates higher mobility of
these methyl groups in comparison with the other two. Moreover, in the cases of samples containing
the UMOF phase (ICR-9A and ICR-9B), a considerable amount of DMF was also detected in the 13C
MAS NMR spectra. The presence of DMF was further confirmed by DTA/TGA (Figures S5–S7) and
elemental analyses. The amount of DMF in the ICR systems was determined using Equation 1 and is
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used the resonance at 28.5 ppm disappeared, which indicates higher mobility of these methyl groups
in comparison with the other two. Moreover, in the cases of samples containing the UMOF phase
(ICR-9A and ICR-9B), a considerable amount of DMF was also detected in the 13 C MAS NMR spectra.
The presence of DMF was further confirmed by DTA/TGA (Figures S5–S7) and elemental analyses.
The amount of DMF in the ICR systems was determined using Equation 1 and is listed in Table 1.


I(CHO)

mol%(DMF) = 
I(CH)Ar
4
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13C and 31
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6. 13
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(ssNMR) spectra
spectra of
of ICR-9Cryst,
ICR-9Cryst, ICR-9B,
ICR-9B, and
and ICR-9A:
ICR-9A: (a)
(a)1313C
C
Figure
C and 31PP solid
solid state
state NMR
31
13
31
13
cross-polarization magic
magic angle
angle spinning
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NMR; (b)
(b) P
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CP/MAS NMR;
NMR; (c)
(c) C
cross-polarization
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MAS NMR;
NMR;
31P MAS NMR experiments.
(d) 31
(d)
P MAS NMR experiments.

In the 31 P MAS and CP/MAS NMR spectra, three distinct signals in a relatively broad range
4. Conclusions
of chemical shifts were recorded (Figure 6b, d). These signals correspond to phosphinate groups
In the present work, we have prepared the first cerium phosphinate coordination polymer
of PBP(Me)2− in three different coordination modes: the signals at 80.6 ± 2 ppm, 61.6 ± 4 ppm,
ICR-9. For this purpose,31we used phenylene-1,4-bis(methylphosphinic acid) to obtain the polymer
and 31.5 ± 1 ppm in the P ssNMR spectra were attributed to phosphinate groups coordinated by
with the Ce2[PBP(Me)]3 formula. The structure was determined by electron diffraction tomography
two oxygens, one oxygen, and non-coordinated phosphinate groups of PBP(Me)2− to Ce(III) atoms,
to reveal an unusual coordination motive of 2D layers with octahedrally coordinated cerium atoms
respectively. This assignment of the individual peaks is based on the 31 P NMR spectrum of neat
arranged in the hexagonal honeycomb array. These layers are connected by phenylene bridges to
PBP(Me)2− and on a significant enhancement of signal intensities at 61.6 ± 4 ppm and 31.5 ± 1 ppm when
form the 3D polymer. The structure is rather dense with pores smaller than the size of N2 molecules;
a cross polarization technique (31 P CP/MAS NMR) was employed (Figure S8). The increased intensity
however, when the unconventional MOF is formed from the same components, the specific surface
indicates the presence of hydroxyl groups 2in −1close proximity to phosphorus atoms. Furthermore,
area can be as high as approximately 400 m g .
the observable change of 31 P NMR chemical shifts between “non-coordinated” PBP(Me)2− and neat
Supplementary Materials: The following are available online at www.mdpi.com/xxx/s1, Figure S1: Rietveld fit
of ICR-9Cryst. Figure S2: Powder XRD pattern of the sample prepared by the defective procedure with a
reaction time of 3 h. Figure S3: Pore size distribution of ICR-9A. Figure S4: Pore size distribution of ICR-9B.
Figure S5: DTA/TGA curves and the evolution of gases for ICR-9Cryst. Figure S6: DTA/TGA curves and the
evolution of gases for ICR-9A. Figure S7: DTA/TGA curves and the evolution of gases for ICR-9B. Figure S8:
Assignment of 31P peaks in the solid state NMR spectra. Figure S9: FTIR spectra of ICR-9Cryst, ICR-9A, and
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PBP(Me)2− as well as the half-width of peaks at 31.5 ± 1 ppm in 31 P ssNMR spectra suggests that
PBP(Me)2− is coordinated into the framework structure by at least one functional group. Simply put,
the presence of totally uncoordinated PBP(Me)2− is excluded in all three investigated systems. On the
other hand, the amount of uncoordinated phosphinate groups corresponds to the increasing amount
of the UMOF phase as well as to the increasing porosity (Table 1).
4. Conclusions
In the present work, we have prepared the first cerium phosphinate coordination polymer ICR-9.
For this purpose, we used phenylene-1,4-bis(methylphosphinic acid) to obtain the polymer with the
Ce2 [PBP(Me)]3 formula. The structure was determined by electron diffraction tomography to reveal an
unusual coordination motive of 2D layers with octahedrally coordinated cerium atoms arranged in the
hexagonal honeycomb array. These layers are connected by phenylene bridges to form the 3D polymer.
The structure is rather dense with pores smaller than the size of N2 molecules; however, when the
unconventional MOF is formed from the same components, the specific surface area can be as high as
approximately 400 m2 g−1 .
Supplementary Materials: The following are available online at http://www.mdpi.com/2073-4352/9/6/303/s1,
Figure S1: Rietveld fit of ICR-9Cryst. Figure S2: Powder XRD pattern of the sample prepared by the defective
procedure with a reaction time of 3 h. Figure S3: Pore size distribution of ICR-9A. Figure S4: Pore size distribution
of ICR-9B. Figure S5: DTA/TGA curves and the evolution of gases for ICR-9Cryst. Figure S6: DTA/TGA curves
and the evolution of gases for ICR-9A. Figure S7: DTA/TGA curves and the evolution of gases for ICR-9B. Figure
S8: Assignment of 31 P peaks in the solid state NMR spectra. Figure S9: FTIR spectra of ICR-9Cryst, ICR-9A,
and ICR-9B. Table S1. Crystallographic details of ICR-9.
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