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Abstract: Due to its characteristics, hydrogen is considered the energy carrier of the future. Its use as a
fuel generates reduced pollution, as if burned it almost exclusively produces water vapor. Hydrogen
can be produced from numerous sources, both of fossil and renewable origin, and with as many
production processes, which can use renewable or non-renewable energy sources. To achieve carbon
neutrality, the sources must necessarily be renewable, and the production processes themselves
must use renewable energy sources. In this review article the main characteristics of the most
used hydrogen production methods are summarized, mainly focusing on renewable feedstocks,
furthermore a series of relevant articles published in the last year, are reviewed. The production
methods are grouped according to the type of energy they use; and at the end of each section
the strengths and limitations of the processes are highlighted. The conclusions compare the main
characteristics of the production processes studied and contextualize their possible use.
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1. Introduction
In 2012 the UN Secretary-General stated that ‘Energy is the Golden Thread’, which
connects economic growth, social equity, and environmental sustainability [1]. After
more than 8 years, still today a significant percentage of the world population lives in
conditions of energy poverty, and a large portion depends on highly polluting fuels and
technologies [2]. The 2018 Intergovernmental Panel on Climate Change (IPCC) special
report [3] on the impacts of global warming of 1.5 ◦ C above pre-industrial levels and on the
effects of global greenhouse gas emissions (GHG), has pointed out the need to drastically
reduce these emissions. To effectively counteract the climate change, greenhouse gas
emissions need to be reduced by at least 45% by 2030 [4], and carbon neutrality reached
by 2050 [5] to stay below +1.5 ◦ C of global warming. Therefore, we have two challenges
ahead of us, we need more energy, but it has to be clean energy. Despite a wide variety
of energy sources, fossil fuels (coal, oil and natural gas) still provide most of the energy
needed to support human activities [6], but to achieve carbon neutrality the sources can
only be renewable; therefore, it is necessary to reduce the consumption of fossil sources.
Hydrogen is not a primary source but an energy vector [7], however some characteristics
make it an extremely attractive candidate for making an energy transition to renewable
sources. Hydrogen has been discovered for more than three hundred years [7,8], it is the
most abundant element in the universe [9]; hydrogen can be produced from a wide range
of technical processes and feedstocks, both fossil fuels, i.e., non-renewable source, and
renewable sources such as biomass, moreover it is not toxic and it has heating values of 2.4,
2.8 and 4 times higher than those of methane, gasoline and coal, respectively [10]. Biomass
is considered a promising source for hydrogen production (the hydrogen content in biomass
is ∼5–7 wt%), as a CO2 neutral precursor, although the carbon footprint, in using biomass,
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is not effectively neutral [11]. It has been reported that 8.99 × 10−2 eqv·g·s−1 of CO2 are
emitted to produce 0.484 MJ·s−1 of hydrogen from 2.53 × 106 kg of biomass [11]. One of
the critical aspects in the use of biomass is associated with land consumption, however
alternatives like lignocellulosic, crops and organic waste sewage sludge, biooil, and biochar
can be used as alternative. The nature and the availability of the feedstock is just one of
the critical parameters, in the choice of the best process to be used, the energy required
to sustain the process and the eventual use of catalysts, are equally crucial [12]. Different
types and combinations of energy can be used, included thermal, electrical, bioenergy and
photonic. The renewability of energy sources is another critical parameter, and plays a
fundamental role, in the choice of the processes that will lead us to carbon neutrality.
This review aims to provide an overview of the major hydrogen production processes,
mainly but not only focusing on those that make use of renewable sources, moreover for
each process some relevant articles published in the last year are reviewed.
2. Thermal Methods
Currently, most hydrogen is produced by thermal processes, including reforming,
gasification, and thermochemical methods. In the next sections a general overview of the
main process will be provided.
2.1. Steam Reforming
The steam reforming is an endothermic equilibrium reaction, in which hydrogen is
obtained through a catalyzed reaction between a hydrocarbon and steam (1):
Cn Hm + n H2 O  n CO + (n+1/2m) H2

(1)

Among the reforming processes, methane steam reforming (MSR) is the most feasible
route to convert methane into hydrogen [13].
2.1.1. Methane Steam Reforming
Methane, with an energy density of 55.5 MJ·kg−1 , is the simplest hydrocarbon
molecule; in reforming it is reacted with steam at 700–1000 ◦ C under a pressure range of
3–25 bar [14]. In addition to carbon monoxide and hydrogen, in the gas stream at the outlet
of the reformer, unreacted methane and carbon dioxide are also present, therefore, further
treatment/purification steps are necessary for obtaining pure hydrogen. In particular,
one [15] or two stages of CO-water gas shift [16,17] followed by selective methanation [18],
preferential oxidation [19] or a treatment with permselective membranes [20]. Although
noble metal-based catalysts provide high activity and good stability, the high cost and
the limited availability of the noble metals prevent their use, so Ni/Al2 O3 is the most
used commercial catalyst for MSR [21]. Unfortunately, these catalysts suffer of serious
deactivation, due to the coke formation and Ni particle sintering. It has recently been
shown that the application of a uniform positive electric field is able to modify the catalytic
behavior of Ni-based catalysts during methane steam reforming by improving the methane
activation at the surface while reducing the coke formation [22]. Both experimental and
computational observations suggested that the positive field promotes the oxidation of the
Ni catalyst, through the activation of water at the catalyst surface, in addition, it suppresses
the polymeric carbon formation. Increased performance can be obtained by the addition of
promoters, such as cerium oxide [23], which is able to enhance the methane conversion
and provide a beneficial effect on coke resistance as well. Sintering-resistant Ni@SiO2
catalyst has been recently reported in which the encapsulation in thermally stable SiO2
nanospheres, prevent the Ni nanoparticles migration and thus avoided aggregation [24].
One of the major challenges in MSR process, is the managing of the high reaction
temperatures; to reach 700–800 ◦ C at the center of the catalytic bed, 1200 ◦ C on the external
reactor wall are needed. The use of structured catalysts, obtained by coating highly
conductive carriers, with the catalytic formulation, provide a flattening of radial thermal
profile on the catalytic bed, thus lowering the outside temperatures [13]. Alternatively, it
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The characteristics of the catalyst play a fundamental role in the coke formation mechanisms. Comparative studies have showed that alumina support remarkably influences the
catalytic stability of the catalyst, in methanol, acetic acid and acetone steam reforming [31].

Catalysts 2021, 11, 547

4 of 31

The unsupported Cu showed lower stability than Cu/Al2 O3 , while the unsupported Ni
showed higher stability than Ni/Al2 O3 , the unsupported Co was prone to coking.
In addition to the tendency to coke formation, a critical issue is the availability/
renewability of the feedstock; bio-alcohols such as methanol, ethanol and glycerol can be
easily obtained from renewable sources, therefore they seem to be a valuable alternative to
natural gas.
2.1.3. Methanol Steam Reforming
Methanol can be obtained from biomass and CO2 , which makes it an attractive raw
feedstock for reforming processes. The main advantage over ethanol is the lower tendency
to coke formation, due to the high H/C ratio, moreover the absence of C-C bonds prevents
the formation of a series of byproducts [32]. Cu-based catalysts are the most extensively
studied catalysts for methanol steam reforming; although they show good activity at
low temperature, the easily to sintering cause irreversible deactivation of the catalysts.
To improve activity and stability of Cu-based catalytic systems, Cu-Al spinel oxide has
been doped by adding MgO [33]. Mg2+ cations partially replaced Cu2+ incorporating
into the spinel lattice, thus making it become hard to be reducible, consequently the
doped catalysts showed a lower copper releasing rate and smaller copper particles. On
the other hand, copper was successful used as promoter to increase the selectivity of
Pd-based catalysts in methanol steam reforming [34]. The CuPd/TiO2 bimetallic catalytic
system showed improved performance, with respect the monometallic counterpart, by
both thermo-photocatalytic and photocatalytic processes [35].
CuFeO2 -CeO2 nanopowder catalyst, with a heterogeneous delafossite structure, prepared by the self-combustion glycine nitrate process, showed an improved H2 generation
rate of 2582.25 STP cm3 ·min−1 ·gcat −1 at a flow rate of 30 sccm at 400 ◦ C [36]. CuO/ZnO was
successfully loaded onto a metal-organic framework material (Cu-BTC), thus improving
the stability [37]. (Ni0.2 Cu0.8 )/boron nitride nanohybrids have been studied, showing high
catalytic stability and high CO2 selectivity, moreover no carbon monoxide was detected
during the full methanol conversion [38].
The effect of the support was also investigated in Cu/ZrAl-based catalysts, showing
that the Zr/Al molar ratio of 0.4, in the support, improve the interaction between copper
species and the support, resulting in a homogeneous distribution of highly dispersed
Cu, with enhanced reducibility [39]. In a comparative study between different alumina
supports, the commercial A520 MOF derived G-Al2 O3 , in copper and palladium catalysts,
has showed superior outcomes, attributed to the higher surface area, larger pore volume
and possible defects in nanoscale alumina [40]. Different synthesis methods were also
evaluated for CuZn/MCM-41 catalysts, revealing that the co-impregnation is the most
effective method [41].
Alternative catalytic systems have been also proposed, for example ZnCeZr9 Ox catalyst exhibited a full methanol conversion and an H2 production rate of 0.31 molh−1 gcat −1
at 400 ◦ C; the incorporation of Zn2+ into CeZr9 Ox matrix, modulate the surface OLatt /OAds
ratio, and generate a Zn-O-Zr interfacial structure, corresponding to the lattice/bridge
oxygen thus increasing the CO2 selectivity [42]. Zn-modified Pt/MoC catalyst exhibited
superior hydrogen production activity, with exceptionally low CO selectivity at low temperatures (120–200 ◦ C), due to the formation of α-MoC1-x phase and to the enhanced
Pt dispersion [43]. Inx Pdy /In2 O3 aerogels exhibited excellent CO2 selectivity of 99% at
300 ◦ C [44].
2.1.4. Ethanol Steam Reforming
Ethanol can be produced through fermentation of saccharides, and after distillation,
bio-ethanol can be used in ethanol steam reforming (ESR); the post-ESR reformate has
a high heating value of about 1450.9 kJ·mol−1 [45]. ESR has been investigated both by
using simulated bio-ethanol feeding, and by using crude bio-ethanol or model mixture
containing typical contaminants, however in the latter case, fast catalyst deactivation
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In a comparative study, the effect of a series of promoters, including Na, Mg, Zr, La, Ce
was evaluated [50]. Na, K, Cu, Ni and Ce addition promoted the catalytic activity, while
and the elements from K to Zn in the periodic table of elements, on Co/Al2 O3 catalyst was
Mg, Ca, Sc, Ti, V, Cr, Mn suppressed it, Na, K, Ca, Fe, Zn and La helped to suppress coking
evaluated [50]. Na, K, Cu, Ni and Ce addition promoted the catalytic activity, while Mg, Ca,
while Cu or Zr enhanced. Na suppressed the formation of acetyl species, while Cu proSc, Ti, V, Cr, Mn suppressed it, Na, K, Ca, Fe, Zn and La helped to suppress coking while
moted the acetyl species, C=O and C=C formation, bringing Cu-Co/Al2O3 towards coking.
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Biochar-supported Ni catalyst has also been used in ESR [54]. The results showed that
biochar is a promising support as well as itself a reforming catalyst, in fact it contains alkali
and alkaline earth metallic species and O-containing functional groups, which are factors
affecting the catalytic performance.
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2.1.5. Glycerol Steam Reforming
The use of glycerol in reforming processes is very promising; it can theoretically
provide seven moles of hydrogen for every mole of C3 H8 O3 [55], moreover glycerol is a
by-product of biodiesel production, whose commercial value has been strongly affected by
excessive supply. The use of glycerol for the production of value-added chemicals, such as
hydrogen, appears to be the best way to exploit it and simultaneously increase the global
biodiesel market [56]. Even in the case of glycerol steam reforming, the noble metal-based
catalysts show excellent performance [57], in particular excellent activity has been found
with Pt-based catalysts [55], moreover the presence of promoters suppresses the coke
formation, however the high cost makes them uncompetitive compared to nickel-based
catalysts [58].
The catalytic behavior of Ni catalyst supported on CaO-modified attapulgite in glycerol steam reforming, has shown that the addition of CaO promotes the dispersion of the
active component, promoting the water gas shift reaction, thus leading to improved hydrogen yields [59]. Moreover, the addition of CaO enhances the inhibition of carbon deposition,
prolonging the stability of the catalyst. The incorporation of CeO2 into NiAl2 O4 spinel
is able to suppress the coke formation, through the formation of a CeAlO3 phase which
hinders the growth of filamentous carbon on nickel surface and enhances the gasification
of carbon deposits by providing an oxidative environment around nickel active sites [60].
Recently, it has been showed that MgO is able to suppress the sintering of cobalt based
catalysts in glycerol steam reforming, moreover the promotion with copper suppresses the
coke formation [61].
The sintering of the active metal was suppressed in the bimetallic MNi/CNTs (M = Co,
Cu and Fe, CNT = carbon nanotube) catalysts, in which Ni oxide was introduced into
the cave and the other one was dispersed on the external wall of CNTs [62]. Flame spray
pyrolysis has been successfully used to produce nano-sized Ni-based steam reforming
catalysts for glycerol starting from LaNiO3 and CeNiO3 as base materials by varying
the formulation, mixing them or incorporating varying amounts of ZrO2 o SrO during
synthesis [63]. The deactivation resistance was increased by improving the dispersion of
nickel through the formation of Ni-La or Ni-Ce mixed oxide. ZrO2 provided high thermal
resistance, while a base promote /support, such as La2 O3 , downgraded the surface acidity
of ZrO2 .
2.2. Autothermal Reforming
Autothermal reforming (ATR) is an interesting process which uses the heat of an
exothermic reaction (partial oxidation, POX) to sustain the endothermic steam reforming
reaction, by feeding air, steam, and the reacting feedstock, such as methane, methanol or
ethanol to produce a H2 -rich stream. The main characteristic of ATR is the low energy
requirements: by properly selecting the oxygen/fuel ratio, no external heat is required;
moreover, oxygen availability may promote coke gasification reactions.
Ni-based catalysts are the most used in methane autothermal reaction, mainly due to
the low cost; unfortunately, the sever reaction conditions can lead to the rapid deactivation
of the catalyst. The use of promoters or bimetallic catalytic systems can improve the
performance of these catalysts; series of 10Ni-M/Ce0.5 Zr0.5 O2 /Al2 O3 catalysts (M = Pt,
Pd, Re, Mo, Sn; molar ratio M/Ni = 0.003, 0.01, 0.03) have been tested in CH4 -ATR [64].
The catalysts with Pt, Pd, Re, or Mo, by contrast to the non-promoted sample, showed
the ability to self-activate under the reaction conditions, making not necessary the catalyst
pre-reduction, due to the improved reducibility. 10Ni-0.9Re/Ce0.5 Zr0.5 O2 /Al2 O3 catalysts
has shown high resistance to oxidation and sintering of the Ni active component as well as
the resistance to coking.
The catalyst preparation method is one of the aspects that can improve the catalytic
performance by enhancing the catalyst’s physicochemical properties. These methods alter
the metal-support interaction, thereby changing the kinetics of the catalyst which can result
in enhanced productivity, reduced cost, and optimized energy requirements [65].
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In a comparative study, bimetallic Cu-Ni catalysts, supported on binary oxides containing ZnO, ZrO2 , CeO2 and Al2 O3 , were investigated, for the hydrogen production via the
oxidative steam reforming of methanol [66]. At high temperature the most active catalyst
was 30%Cu–10%Ni/CeO2 Al2 O3 , the good performance was attributed to the Cu0.8 Ni0.2
alloy formation, as well as the high acidity and easy reducibility. At low temperatures,
the best catalytic performance was obtained with 30%Cu–10%Ni/ZrO2 Al2 O3 . A series
of CuO/Ca2 Fe2 O5 catalysts, with different contents of copper were prepared as catalytic
oxygen carrier (COC) which goes through the reduction → catalytic methanol conversion
→ re-oxidation route [67]. The results showed that the 40%Cu-loaded catalyst had the
highest catalytic activity: the presence of Ca2 Fe2 O5 tunes the redox activity and mobility of
the lattice oxygen, obtaining a H2 production rate of 37.6 µmol·H2 ·gCOC −1 ·s−1 at 240 ◦ C.
Ni, Pt and a mixture of Ni and Pt supported on ZnO-rods were evaluated in methanol
autothermal steam reforming, in the temperature range 200–500 ◦ C [68]. The bimetallic
catalysts showed the best catalytic activity, due to the formation of PtZn and NiZn alloys.
Pt-Ni/CeO2 -SiO2 and Ru-Ni/CeO2 -SiO2 catalysts were compared in an oxidative
ethanol steam reforming reaction [69]. In both cases, the catalysts deactivated with timeon-stream, due to the severe reaction conditions; however, the Pt-based catalysts showed
the highest ethanol conversion, hydrogen yield and the lowest carbon formation rate.
A detailed kinetic mechanism has been also compared against experimental data and
apparent kinetics, demonstrating that coke formation is associated with the 2-hydroxyethyl
radical reaction path, explaining the effectiveness of the catalyst in coke suppression [70].
2.3. Gasification
Gasification is a process in which carbonaceous materials are converted in syngas,
at high temperature, in presence of an oxidizing agent. Various types of biomass can be
used as potential feedstocks for hydrogen production via gasification, including algae,
food waste, municipal solid waste, and lignocellulosic biomass [71]. The hydrogen yield is
strongly dependent on the process conditions of the biomass gasification, on the temperature of the steam flow but also on the type of raw material, which is a critical problem [72].
In a recent study, the optimization of biomass blending, which can be an effective way
to overcome the problem of enormous feedstock variability, has been studied [73]. The
simulation model used various biomass feedstock, including date pits, manure, and sewage
sludge to correlate the biomass blending to the H2 /CO ratio in the obtained syngas, as
alternative to the manipulation of process conditions.
One of the main problems of conventional gasification is the impossibility of using
biomass with a high moisture content. Gasification in supercritical water (SCW) can
directly use the biomass without drying process, since the reaction occurs in water phase.
An experimental study on cornstalk gasification in SCW, carried out in the temperature
range of 500–800 ◦ C, a reaction time of 1–15 min and a feedstock concentration of 1–9%,
has shown that the carbon gasification efficiency reaches 99% at the temperature of 700 ◦ C,
reaction time of 15 min and biomass concentration of 3% [74]. A parametric research on
supercritical water gasification of food waste conducted with a micro quartz tube batch
reactor (Figure 3), demonstrated that the complete gasification can be basically realized
with a carbon gasification efficiency of 98% at a temperature of 850 ◦ C, a concentration of
5 wt% and residence time of 10 min [75].
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Figure 3. Supercritical water gasification experimental procedure with a micro quartz batch reactor [75].
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Perovskite type mixed metal oxide compound, such as barium ferrite oxide, possesses
good chemical and thermal stability under severe conditions, besides high oxygen storage
capacity (OSC) and reducibility [79]. The addition of La3+ and Ga3+ to BaFeO3-δ was investigated in water splitting, and the best performance was obtained with Ba0.95 La0.05 FeO3-δ ,
showing a H2 production of about 1310 µmol·g−1 at 900 ◦ C. Probably the smaller La3+
ionic radius compared to Ba2+ can lead to a larger lattice free volume for oxygen transport.
The cubic perovskite SrTi0.5 Mn0.5 O3−δ was tested in a water splitting cycle in which the
material is thermally reduced at 1350 ◦ C (pO2 , ∼10−5 atm) and subsequently exposed to
steam at 1100 ◦ C (steam partial pressure of pH2 O = 0.4 atm), obtaining a hydrogen yield
of 7.4 cm3 ·g−1 [80]. The cyclic operation did not show any degradation of the material,
resulting in a constant 2: 1 yield of H2 /O2 .
Ce0.9 Me0.1 Oy (Me = Fe, Co, Mn, and Zr) have been tested in thermochemical water
splitting, both as powder and as mixed oxides reticulated porous ceramic (RPC) structures,
obtained with sponge replica method [81]. The Ce0.9 Fe0.1 Oy powder oxide showed the best
hydrogen production (8.5 STP cm3 ·H2 ·gmaterial −1 ·cycle−1 ) and stability during consecutive
cycles, while the Ce0.9 Fe0.1 Oy RPC sponge, showed an outstanding hydrogen production
of 15 STP cm3 gmaterial −1 ·cycle−1 at a maximum temperature of 1300 ◦ C, due to the to the
open macroporosity of the reticulated porous ceramic structure, which enhanced both heat
and mass transfer.
2.5. Remarks on Thermal Methods
The major drawback of thermochemical methods is the need to supply heat, which
normally comes from fossil fuel combustion, typically by electric heating or by using a
catalytic combustor [82]. To make these processes sustainable, not only must the feedstocks be renewable, but also the energy needed to the process should be sustainable
too. For this reason, solar [83,84], wind and geothermal energy represent an interesting
alternative to conventional methods, which, however, are feasible where cost savings are
demonstrated. In a recent study a geothermal-assisted methanol reforming, incorporating
a proton exchange membrane fuel cell, for hydrogen production, has been proposed [85].
Thermodynamic and economic assessment have showed that an annual cost-saving can
be obtained of 20.9%, compared with the conventional system. Another issue is the significant production of CO2 as byproduct, which can be captured by sorbents, such as CaO
in the sorption enhanced steam reforming processes, thus improving the H2 yield [86].
Membrane-assisted steam reforming is also an intriguing option for H2 production from
biomass, especially in refueling stations for automotive fuel cells [87]. The energy consumption required for H2 compression can be significantly reduced if the process supplies
H2 at high pressures. Thermodynamic analyzes show that, in the case of ESR, reforming
temperatures above 550 ◦ C are required to obtain H2 partial pressures that will allow
operation without sweep gas, obtaining appreciable energy savings. Thermochemical
water splitting presents some significance advantages, including no need of electricity in
pure water splitting and no need of membranes for the hydrogen separation [10]. Biowastebased biomethane as a feedstock for hydrogen production, in reforming processes, seems
to be an intriguing option, as it can lead to negative life-cycle greenhouse gas emissions
even without CO2 capture and storage (CCS) [88]. Reforming-based hydrogen production
processes with CCS can be considered a clean technology, as the life-cycle greenhouse gas
emissions are lower than those of hydrogen from electrolysis, considering that the most of
electricity supplied, is still largely based on fossil fuels [88].
3. Photocatalytic Methods
In the framework of photocatalytic methods, we basically refer to hydrogen production
by water splitting using solar energy, through the generation of electron-hole pairs by
photons and semiconductors [89].
Photoexcited electron-hole pairs can be separated efficiently using sacrificial agents,
which allow the formation of hydrogen with reduced electron-hole pair recombination.
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Photocatalysis may also be used for hydrogen production from water, by using titaniacontaining gold nanoparticles [99], or wastewater pollutant removal, by using TiO2 -based
catalysts [100,101] or metal halide perovskites [102]. In the latter processes, the contemporary targets of hydrogen production and the abatement of harmful pollutants may be
reached, with an evident environmental benefit.

Catalysts 2021, 11, 547

11 of 31

Hydrogen production may also be obtained through the so called “photoreforming
processes” of organic substrates, such as methanol, ethanol, glycerol, sucrose, glucose,
starch and wood [103], as well as of aromatic water pollutants [104]. In these processes,
modified TiO2 -based catalysts are the most used materials for having higher hydrogen evolution.
The main problems of catalytic water splitting are the need for sacrificial reagents,
typically organic, whose cost and environmental impact is not negligible, the development
of more active visible light photocalysts and the design of low-cost reactors. These problems
make these methods uncompetitive from an economic point of view.
4. Biological and Photonic Methods
Biological processes allow producing hydrogen from renewable resources such as
biomass and solar energy; the main processes can be classified as direct/indirect photolysis,
photo-fermentation, dark-fermentation, and CO gas-fermentation [105].
4.1. Dark-Fermentation
In dark-fermentation process, hydrogen is produced from organic materials, such
as sugars, amino acids, waste materials, wastewaters and so on, without light, by using
anaerobic organisms [106]. Dark-fermentation is considered a promising alternative to
traditional hydrogen production methods, due to the low estimated production costs [107].
Hydrogen-producing bacteria can be classified as spore-forming obligate anaerobic bacteria,
non-sporulating anaerobes and, facultative bacteria (Figure 6) [108]. The Clostridium
bacteria, belonging the spore-forming obligate anaerobic microorganisms, are considered
the most efficient bacteria in hydrogen production; the fermentation can be both acetatetype (3) and butyrate-type (4) [108].
C6 H12 O6 + 2H2 O → 2CH3 COOH + 4H2 + 2CO2 ∆G◦ = −206 kJ·mol−1

(3)

C6 H12 O6 → CH3 CH2 CH2 COOH + 2H2 + 2CO2 ∆G◦ = −255 kJ·mol−1

(4)

The yield of the process depends on a series of factors: pH, temperature, pressure, the
hydraulic retention time [109], the type of organism, the composition of the substrate and
the presence of metals, and several studies focus on the effects of changing these parameters.
For example, the dark-fermentation can take place both with indigenous bacteria and by
adding microbial inoculum; a recent study focused on determining if the indigenous bacteria associated with thermal pretreatment can impact on the performance [110]. The study
has been carried out on seven organic substrates and has demonstrated that the indigenous
bacteria are effective as the thermally pretreated exogenous bacteria in producing hydrogen.
The highest hydrogen yield was obtained with Clostridiales and Enterobacteriales.
The invasive aquatic weed A. philoxeroides has been used to evaluate the effect of
a steam-heated acid pretreatment and enzymolysis on the dark-fermentation, by using
Enterobacter aerogenes ZJU1 mutagenized by 60 Co-γ irradiation as inoculum [111]. The
study showed that the acid treatment significantly disrupts the fiber of the A. philoxeroides,
contributing to the higher yield in reducing sugar and consequently a hydrogen yield
increase by 59.9%. The effect of salinity and pH on dark-fermentation of swine wastewater
pretreated with thermophilic bacteria, has showed that 1.5% of salinity and a pH = 6 are
the optimal condition for hydrogen production, while 3.5% of salinity and pH = 5 are able
to inhibit the production [112].
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4.2. Photofermentation
Photofermentation is a process in which hydrogen is produced from organic compounds through a nitrogenase-catalyzed reaction, in the presence of light energy, by photosynthetic or anaerobic bacteria, such as Rhodobium, Rhodobacter, Rhodospirillum, and
Rhodopseudomonas [119]. The major limitations to the industrialization of photofermenta-
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tion are the availability and distribution of light and to the need for specific substrates, i.e.,
small fatty acids, including acetate, propionate and butyrate [120]:
CH3 COOH + 2H2 O + Light → 4H2 + 2CO2

∆G◦ = +104 kJ·mol−1

(6)

As in the case of dark-fermentation the influence of a series of process parameters
have been recently studied, with the aim of optimizing the hydrogen production from
photo-fermentation.
Lighting and mixing significantly affect the hydrogen production performance from
agricultural waste (Figure 7); mixing enhance the mass transfer and shorten the lag phase,
however the higher is the mixing speed the higher is the light intensity requirement [121].
Intermittent stirring has shown to increase the hydrogen production rate of 65.05% compared to continuous stirring, in corn stover hydrolysate photo-fermentation [122].
A combination of ultra-sonication and biosorption using banana peels waste pretreatment, for mixed effluents of 70% restaurant and 30% brewery, enhance the photo
fermentative hydrogen production processes [123]. Addition of glycerol to Arundo donax L.
can enhance the hydrogen production via photofermentation, due to redox potential [124].
The highest hydrogen yield (79.2 cm3 ·gsubstrate −1 ) was obtained with a glycerol: Arundo
donax L. ratio 1:1.
Substrate concentration has been shown to be crucial in the process of photo-fermentation
hydrogen production in a study using potato taken as a starch-rich agricultural leftover
under fluctuating conditions [125].
The effects of NaOH and Ca(OH)2 pretreatments on giant reed for the photofermentative hydrogen production, was evaluated [126]. The results showed that the 20%
NaOH pretreated giant reed biomass reached the highest hydrogen yield (98.3 cm3 ·gTS −1 ;
TS = total solids), which was 20% and 70% higher than the highest level obtained with
Ca (OH)2 pretreated (20% Ca(OH)2 ) and untreated giant reed, respectively. The optimal
substrate concentration of 25 g·dm−3 was found beneficial to hydrogen production, in
cellulase and protease hydrolysis of Chlorella biomass [127].
The effect of enzymolysis time on the hydrogen production by photofermentation of
energy grasses was also studied [128]. The results showed that the hydrogen production
rate was depending on the kind of grass, however the highest hydrogen yield was obtained
from Medicago sativa L. with an enzymolysis time of 60 h (147.64 cm3 ·gTS −1 ), the highest
hydrogen production rate was obtained from Arundo donax with an enzymolysis time of
36 h (5.53 cm3 ·h−1 ·gTS −1 ) obtained, while the highest hydrogen production efficiency was
obtained from Miscanthus with an enzymolysis time of 0 h (1.15 cm3 ·h−1 ·gTS −1 ).
Hydrogen production is strongly dependent on the pH and inoculation volume
ratio [129]; it is well known that a decrease in pH, due to metabolic acid production, is a
limiting factor in hydrogen production during the photofermentation from glucose [130].
A buffer solution Na2 HPO4 /NaH2 PO4 has shown to be able to improve the buffer capacity of fermentation broth, thus improving the hydrogen production by photo-fermentation
from corn stalk [131]. The highest energy conversion efficiency 9.84%, hydrogen yield
132.69 cm3 ·g−1 of corn stalk, and hydrogen content 53.88% were achieved at pH value of 6.
The initial pH value of phosphate buffer has a crucial role on the hydrogen production, in
fact with the increase in pH values, the hydrogen production gradually delays, suggesting
that the alkaline environment has a negative effect on the ability of photosynthetic bacteria [132]. A pH equal to 7 was found to be the optimal value for the hydrogen production
from potato residue [133].
Response surface methodology was used to study the dependence of initial pH,
substrate concentration, and cellulase loading on photo-fermentation hydrogen production
by HAU-M1 from alfalfa, and to find the optimal conditions [134]. The highest hydrogen
production yield of 55.81 cm3 ·g−1 was observed at initial pH of 6.90, substrate concentration
of 31.23 g·cm−3 , and cellulase loading of 0.13 g·g−1 .
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4.5. Integrated Systems
The critical aspect of biological processes is certainly the low yield to hydrogen, especially due to the presence of byproducts. One strategy for increasing efficiency lies
in combining multiple processes. For example, a process has been reported in which
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duckweed are used as feedstock for hydrogen production, through dark fermentation,
simultaneously using the fermentative waste to produce microalgal lipids [142]. The simultaneous production of hydrogen and the use of waste reduce the costs of microalgae
cultivation and wastewater treatment. More attention has received the sequential two-stage
dark and photo-fermentation process. The volatile fatty acids produced during the darkfermentation are used for the hydrogen production in photo-fermentation. Combining the
two processes is possible to greatly improve the hydrogen production; as obvious from
the previous overall reactions (3) and (6), in the acetate-type fermentation four moles of
hydrogen and two moles of acetic acid are obtained from one mole of glucose, subsequently
the two moles of acetic acid give eight moles of hydrogen [143]. Some articles, focusing on
this double-stage process, have been published in the last year [144]. The dark-fermentation
effluents, with low-butyrate and high lactate concentration, were used to maximize the
hydrogen yield in photo-fermentation process, using fruit and vegetable waste and cheese
whey powder [145]. The strategy was optimizing the C/N ratio to take advantage from
higher hydrogen yield obtainable with lactate in photo-fermentation. L-cysteine and
Fe3 O4 nanoparticles can improve the hydrogen production and the electronic distribution
from dark-fermentation effluents in photo-fermentation, by acting as reducing agent and
by enhancing the bacteria aggregation [146]. Improved hydrogen production was also
obtained by adding Fe(II) sulfate concentration during photo-fermentation stage [147].
The addition of enzymatic hydrolysate is able to increase the H2 yield from 312.54 to
1287.06 cm3 ·H2 ·gTOC −1 (TOC = total organic carbon), and maximum hydrogen production
rate from 2.14 to 10.23 cm3 ·h−1 , in the photo fermentation from dark fermentation effluents [148]. The efficiency of organic waste conversion to hydrogen was enhanced through
the addition of Ca- and Mg-saturated resin and phosphate-laden biochar in a single-stage
hybrid dark-photo hydrogen fermentation from food waste [149]. The saturated resins
provided the nutrients for the bacteria, by gradual releasing calcium and magnesium, while
biochar promoted bacterial adhesive growth and acted as a buffer, due to the presence of
phosphate, amino, and carbonate compounds.
To investigate a sequential dark and photofermentation process for the treatment of
wastewater and the simultaneous hydrogen production, a circular baffled reactor (Figure 9),
operating at ambient temperature was introduced [150]. The highest hydrogen yield
(0.4 dm3 ·gCOD −1 ), a chemical oxygen demand (COD) removal of 82%, and an organic-N
removal of 95% were obtained at the hydraulic retention time of 24 h and at the initial
pH of 6.5. The techno-economic evaluation highlighted the feasibility when dealing with
gelatin-rich wastewater.
Simultaneous hydrogen and poly-β-hydroxybutyrate-PHB productions, under dark,
photo, and subsequent dark and photofermentation, by using wastes, has been reported [151].
In the sequential dark and photofermentation the highest hydrogen and PHB were obtained by
using rice straw hydrolysate (1.82 ± 0.01 molH2 ·molglucose −1 and 19.15 ± 0.25 g·dmPHB −3 ) at
a pH of 7.0, with Bacillus cereus (KR809374) and Rhodopseudomonas rutile.
In a comparative study, batch, semi-continuous and continuous mode for hydrogen
production from dark fermentation effluents were investigated. The results highlighted the
best performance of the semi-continuous mode [152].
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sis, in which hydrogen and oxygen are produced from a molecule of water (11):
Overall reaction:
2 H2 O → 2 H2 + O2
(11)
Overall reaction:
2 H2O → 2 H2 + O2
(11)
Unfortunately, the water dissociation requires a significant amount of energy
(∆H0 = 285.8 kJ·mol−1 and ∆G0 = 237.2 kJ·mol−1 under standard conditions); therefore,
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the cell voltage required for water dissociation is 1.23 V under standard conditions [156].
The main limitation of the process is the slow kinetics, to reach a significant hydrogen
production rate, cell voltages of 1.8–2.0 V are required, thus increasing the costs, and
decreasing the efficiency of the process [156]. There are several water electrolyzes technologies, however the major types of cells commercially available are: alkaline electrolysis cell
(AEC), anion exchange membrane electrolysis cell (AEMEC) proton exchange membrane
electrolysis cell (PEMEC), and solid oxide electrolysis cells (SOEC) [157].
5.1. Alkaline Electrolysis Cell
In alkaline electrolysis cell, the electrodes are immersed in the liquid electrolyte,
typically a 25–30 wt% solution of KOH or NaOH separated by a diaphragm. Anodic (12)
and cathodic reactions (13) are the following:
Anodic reaction:
Cathodic reaction:

4 OH− → O2 + 2H2 O + 4 e−

(12)

2 H2 O + 2 e− → H2 + 2 OH−

(13)

The choice of the electrocatalysts is a critical issue, those based on noble metals are
highly efficient, on the other hand, the most convenient material used for the electrodes are
Ni-based [158,159], however to improve the performance and reduce the degradation, a
series of metals can be used as additives, including cobalt, vanadium iron and selenide [160].
The use of noble metal-based electrodes could provide better performance however, cheaper
alternative would be preferred. Recently MoO2 -Ni arrays have been reported to exhibit a
Pt-like activity at 25.0 ◦ C [161], its heterogeneous components may avoid agglomeration
under high-temperature catalytic conditions.
High efficiency is obtained when the cells operated at low current densities
(<0.4 A·cm−2 ). Historically the most common diaphragm is of porous white asbestos
(Mg3 Si2 O5 (OH)4 ). Due to the toxicity problems related to the use of asbestos, in the last
decade considerable efforts have been put into developing hydroxide conducting polymers
suitable for alkaline water electrolysis [159].
The chance of using higher current density collides with the gas bubble generation,
trapped in porous electrodes, resulting in the reduced accessibility to the active sites.
Recently 3D printed electrodes, with a controlled periodic structure, have been reported,
which are able to suppress the gas bubble coalescence, jamming and trapping [162]. The 3Delectrodes decorated with carbon-doped NiO can reach a current density of 1000 mA·cm−2
in a 1.0 M KOH electrolyte at hydrogen evolution reaction and oxygen evolution reaction
overpotentials of 245 and 425 mV, respectively. In a comparative study, the tradeoff between
surface area and pore structure, in nickel electrodes—foam, microfiber felt, and nanowire
felt—has been studied [163]. The results showed that the microfiber felt is able to maintain
a current density of 25 000 mA·cm−2 over 100 h without degradation, balancing high
surface area with the ability to remove bubbles.
5.2. Anion Exchange Membrane Electrolysis Cell
Unlike the AEC, in the case of anion exchange electrolysis cell, the hydroxyl anions
cross a membrane. Typically, metal transition oxides electrocatalysts are used at the anode,
and rare-earth metal oxides are used at the cathode [156]. Recently nanostructured nickelbased electrode films have developed, prepared by magnetron sputtering, in an oblique
angle configuration, showing good performance [164]. NiMn2 O4 anode catalyst was
developed and tested in combination with a commercial FAA3-50 membrane, a durability
test was carried out for 1000 h by varying the cell potential between 1 and 1.8 V for the
FAA3-50 and NiMn2 O4 based-MEA, showing high stability [165].
Much effort has been focused on the development of highly efficient membranes.
Twisted ether-free polyarylene piperidinium, synthesized via acid-catalyzed polycondensation reaction, characterized by efficient ion-conducting channels, which provide an
hydroxide conductivity of 37 mS·cm−1 at 30 ◦ C, has been proposed [166]. The cell based
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while maintaining the same performance. This result has been attributed to a combination
among the good electrical contact and high porosity of IrOx nanofibers with the high
surface area of IrOx nanoparticles [169].
The most used polymer membranes for proton-exchange membrane water electrolysis are perfluorosulfonated acids, which are characterized by high proton conductivity,
mechanical and chemical robustness. On the other hand, they are high-cost materials and
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are characterized by significant gas permeability, low mechanical stability for temperature
higher to 80 ◦ C and present environmental issues due to the presence of fluorine. As alternative, sulfonated poly(phenylene sulfone) (sPPS) combines high proton conductivity with
low gas crossover can be used. It has been reported that the performance of the sPPS-MEAs
is substantially better than that of Nafion N115-MEAs (3.5 A·cm−2 vs 1.5 A·cm−2 at 1.8 V)
with the same catalyst loading and comparable membrane thickness [170].
The effect of degradation on the performance of a PEM electrolysis cell has been investigated, at low catalyst loading, moreover, the degradation mechanism was investigated
by means of ac-impedance spectra and post-operation analyses [171]. The results showed
that the mass transfer issues are relevant under steady-state mode, while the catalyst
degradation occurs under cycled operations. The membrane thinning depends on the
uptime hours at high current density, while the overall cell voltage increase is higher for
cycled operations than for steady-state mode, due to a higher decrease of series resistance
in steady-state mode.
Porous transport layers (PTL) play a kay role in PEM water electrolysis cells, as
it is involved in gas and liquid transport, in thermal and electrical conduction and in
the contact between adjacent components [172], particularly those of the PTL surface
in contact with the catalyst layer [173]. The actually used PTL are single layer sintered
porous Ti-based materials, recently it has been reported that better performance can be
achieved with multiple layers [174]. The catalyst loading affects the influence of PTL on
the electrolysis performance, for low catalyst loading; moreover, at high current density,
the apparent bubble coverage increased with PTL grain size at high catalyst loading [173].
The electrolysis performance are also related to the anode PTL properties, which can significantly impact ohmic, activation and diffusion losses [172]. By modifying the wettability of
the PTL by adding hydrophobic additives, diffusion loss, ohmic loss and activation loss
significantly increase.
5.4. Bipolar Membrane Electrolysis
One of the major limitations in the production of hydrogen by conventional water
electrolysis, derives from the two semi-reactions of evolution of hydrogen and oxygen
which, being simultaneous, are interdependent. Generally, the first reaction is fast in
acidic conditions where there is an abundance of protons, while the second is slow, unless
extremely expensive and rare catalysts such as iridium and ruthenium are used. A possible
alternative is the amphoteric water electrolysis that, with a bipolar membrane, can provide
optimal pH conditions simultaneously for both cathode and anode, under steady-state
operations, without changing the overall thermodynamics of water splitting [175]. It has
been shown that the decoupled amphoteric water electrolysis assisted with the redox
mediator MnO2 /Mn2+ , by separating the production of hydrogen and oxygen into two
independent processes, allows to produce hydrogen with a high-power input (up to
1 A·cm−2 ), and low power absorbed oxygen production. Similar results were obtained
with liquid water; in particular it has been reported that a bipolar membrane with and
without a water splitting catalyst resulted in cell current densities of 450 and 5 mA·cm−2
at cell voltages of 2.2 V. Upon moving the bipolar interface directly between the acidic
membrane and the high-pH anode, a current density of 9000 mA·cm−2 at cell voltages of
2.2 V was achieved [176].
5.5. Solid Oxide Electrolysis Cells
In solid oxide electrolysis cells (SOEC), a solid oxide or ceramic is used as electrolyte;
at the cathode side hydrogen is produced from water (17), while the oxygen ions generated,
across the electrolyte, reach the anode (16) where they are oxidized to produce oxygen:
Anodic reaction:
Cathodic reaction:

2O2− → O2 + 4 e−
H2 O + 2 e− → H2 + O2−

(16)
(17)
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The solid oxide electrolysis cells typically operate in the temperature range 500–
900 ◦ C [177], which provides a crucial benefit over proton exchange membrane (PEM) and
alkaline exchange membrane (AEM) electrolyzers, which operate at a maximum of 100 ◦ C.
Unfortunately, the degradation of SOEC is the major limitation to the commercial viability,
the aggressive humid condition in the air electrode side, is still a concern to the stability
of electrolysis cells [178]. Typically, Ni/yttria-stabilized zirconia (Ni/YSZ) electrodes are
used [179], however agglomeration of Ni nanoparticles, low water vapor transmission
efficiency and poor durability are serious issues [180].
A series of studies have been focused on the optimization of the electrodes. An Asite cation-deficient La0.4 Sr0.55 Co0.2 Fe0.6 Nb0.2 O3-d perovskite has been recently reported,
exhibiting a high electrolysis current density of 0.956 A·cm−2 with an applied voltage
of 1.3 V at 850 ◦ C and good stability in a high humidity and hydrogen partial pressure
environment [180]. The high operating stability of the electrode has been attributed to
the strong interaction between the alloy nanoparticles and the perovskite substrate, that
suppresses the sintering of the nanoparticles, moreover the SrO phase is able to protect the
alloy nanoparticles from oxidation.
A similar effect has been reported with barium doping, Ba0.2 Sr1.8 Fe1.5 Mo0.5 O6-δ double perovskite as fuel electrode, which showed good performance with the appropriate
steam amount of 20% [181].
The B-site of Ba0-5 Sr0-5 Co0-8 Fe0-2 O3-δ of perovskite anode has been partially substituted with a higher valence Ta5+ (5, 10, 15 and 20 mol%) to improve the structural
stability [182]. The current density of 10 mol% doped catalyst was 8.3 times higher than undoped one at 1.8 V, providing the higher of H2 production rate, moreover, the degradation
rate was 0.0027 V·h−1 , (−0.45 A·cm−2 , 800 ◦ C, steam/H2 = 70:30). It has been assumed
that the Ta5+ doping provides a balance between ionic and electronic conductivity in the
anode and a better electrochemical performance.
BaCe0.5 Zr0.2 Y0.1 Yb0.1 Gd0.1 O3−δ (BCZYYbGd) electrolyte, characterized by high chemical stability and proton conductivity has been coupled with a PrNi0.5 Co0.5 O3−δ steam
electrode and a Ni-BCYYbGd hydrogen electrode for intermediate temperature operation
(Figure 11) [183]. The BCYYbGd electrolyte showed high stability over 200 h at 50 vol %
steam in argon and at 600 ◦ C, moreover, high current density of 2.405 A·cm−2 at a cell
voltage of 1.6 V was obtained at 600 ◦ C at 20 vol % of steam in argon.
An effective way to improve the performance of the oxygen electrode is the infiltration,
in which the electrocatalysts are introduced into a porous backbone at relatively low
temperatures. La0.6 Sr0.4 CoO3-δ (LSC) infiltrated gadolinia-doped ceria (CGO) oxygen
electrode has been reported; in electrolysis mode, the current density reached 1.07 A·cm−2
at cell voltage of 1.3 V at 750 ◦ C with a steam 60 vol% [184].
Symmetrical solid oxide cells configuration has also been evaluated, in which
Sr2 Fe1.5 Mo0.5 O6-δ electrodes are deposited on both sides of YbScSZ tapes previously coated
with a Ce1-x Gdx O1.9 [185]. This configuration has shown some advantages such as a reduction of sintering steps or a better thermomechanical compatibility between the electrodes
and the electrolyte.
The electrochemical performance of cathode-supported cells having gadolinium
doped ceria/yttria-stabilized zirconia (GDC/YSZ), yttria-stabilized zirconia (YSZ) and
Sc3+ , Ce4+ , and Gd3+ -doped zirconia (SCGZ) electrolyte was compared, highlighting the
highest electrochemical performance of the cathode-supported cell having SCGZ electrolyte
(Ni-SCGZ/SCGZ/BSCF) [186].

Catalysts 2021, 11, x FOR PEER REVIEW

Catalysts 2021, 11, 547

22 of 32

22 of 31

electrochemical performance of the cathode-supported cell having SCGZ electrolyte (NiSCGZ/SCGZ/BSCF) [186].

Figure11.
11.Representation
Representationofofthe
thesolid
solidoxide
oxideelectrolysis
electrolysiscell
cell[183].
[183].
Figure

heterogeneousdesign
designfor
forproton-conducting
proton-conductingsolid
solidoxide
oxideelectrolysis
electrolysiscells
cellshas
hasalso
also
AAheterogeneous
beenproposed,
proposed,ininwhich
whichaabetter
betterstability
stabilityand
andhigher
higherefficiency
efficiencyofofelectrolysis
electrolysiscells
cellshas
has
been
beenobtained
obtained[178].
[178].Yttrium
Yttriumand
andzirconium
zirconiumco-doped
co-dopedbarium
bariumcerate-nickel
cerate-nickelwas
wasused
usedasas
been
fuelelectrode
electrodematerial
materialand
andyttrium-doped
yttrium-dopedbarium
bariumzirconate
zirconateas
asthe
theelectrolyte
electrolytematerial.
material.
fuel
The
results
showed
that
the
proposed
novel
design
can
efficiently
improve
the
proton
The results showed that the proposed novel design can efficiently improve the proton
−
3
1
−3
conductivityofofthe
theyttrium-doped
yttrium-dopedbarium
bariumzirconate
zirconateelectrolyte
electrolyte(from
(from0.88
0.88××10
10 S·cm
conductivity
S·cm−1−to
−
3
−
1
◦
−3
−1
1010 S·cm
°C) C)
and
improve
theelectrolyte
electrolyte
to2.13
2.13× ×
S·cmat 600
at 600
and
improvethe
theionic
ionictransport
transport number
number of the
(from
(from0.941
0.941toto0.964
0.964atat600
600◦ C).
°C).
5.6.
5.6.Reamarks
Reamarkson
onElectrical
ElectricalMethods
Methods
The
hydrogen
production
The hydrogen productionfrom
fromelectrolyzers
electrolyzersisisaamature
maturetechnology,
technology,and
andamong
amongthe
the
electrochemical
electrochemicaltechnology,
technology,alkaline
alkalinewater
waterelectrolysis
electrolysisisisalready
alreadyavailable
availablefor
forlarge-scale
large-scale
applications,
materialsfor
forthe
theelectrodes
electrodes[187].
[187].The
Theuse
useof
applications,due
dueto
to the
the use
use of
of non-expensive
non-expensive materials
ofrenewable
renewableenergy
energyisisa anecessary
necessaryboundary
boundarycondition,
condition,however
howeverthere
thereisisaaproblem
problemwith
witha
apartial
partialloading
loadingwhen
when renewable
renewable energy
energy supply
supply is
is intermittent
intermittent and
andunstable.
unstable.An
Anenergy
energy
storage
device
can
partially
solve
the
incompatibility
between
water
electrolyzers
and
storage device can partially solve the incompatibility between water electrolyzers and
rerenewable
energy
sources.
The
process
can
be
efficient
if
the
electrolyser
is
powered,
newable energy sources. The process can be efficient if the electrolyser is powered, for
for
example,
solar
photovoltaic
through
a full
of lithium-ion
battery
as energy
an energy
example,
by by
solar
photovoltaic
through
a full
cellcell
of lithium-ion
battery
as an
resreservoir
[188].
other
hand,
solid
oxide
electrolysis
cells
extremely
attractive,
ervoir [188].
OnOn
thethe
other
hand,
solid
oxide
electrolysis
cells
are are
extremely
attractive,
due
due to the possibility to work at high temperatures where higher efficiency can be reached.
to the possibility to work at high temperatures where higher efficiency can be reached.
Although the critical issues related to the stability of these cells have not yet been solved, it
Although the critical issues related to the stability of these cells have not yet been solved,
has been demonstrated that a plant in which the SOEC is integrated with a parabolic dish
it has been demonstrated that a plant in which the SOEC is integrated with a parabolic
solar field, to provide both electricity and thermal energy, necessary for the electrolysis
dish solar field, to provide both electricity and thermal energy, necessary for the electrolreaction to take place, a nominal solar-to-hydrogen efficiency above 30%, with a SOEC
ysis reaction to take place, a nominal solar-to-hydrogen efficiency above 30%, with a
efficiency around 80%, can be reached [189]. In another study it has been calculated that
SOEC efficiency around 80%, can be reached [189]. In another study it has been calculated
is possible to produce hydrogen in electrolyzers integrated with nuclear plants with an
that is possible to produce hydrogen in electrolyzers integrated with nuclear plants with
energy cost of 38.83 and 37.55 kWh·kgH2 −1 for
protonic and ionic solid oxide electrolyzers,
an energy cost of 38.83 and 37.55 kWh·kgH2−1 for protonic and ionic solid oxide electrolyzrespectively [190].
ers, respectively [190].
6. Economic Assessment
6. Economic Assessment
Establishing the costs of hydrogen per type of production process is outside the
thehowever
costs of hydrogen
pertotype
of production
process
is outsidebased
the scope
scopeEstablishing
of this article,
it is possible
make
an approximate
assessment
on
of
this
article,
however
it
is
possible
to
make
an
approximate
assessment
based
on
what
what is reported in the literature. Evaluating the costs of production processes based on
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In any case, however, various costs, capital and operating costs, design, labor, electricity,
as well as the costs of raw materials, waste disposal etc. must be considered. In the case
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of biological and photonic methods, dark fermentation is most promising technology,
with estimated hydrogen production costs in the range of 1.02–2.70 USD m−3 and a high
return on investment (calculated as the ratio between annual profit and fixed capital
investment) [155]. The hydrogen production cost via natural gas steam reforming is equal
to 0.67 USD m−3 , however with a lower return on investment. The hydrogen production
cost in the case of electrolysis is strongly dependent on the electricity cost, for example in
Germany is around 3.64 €q Kg−1 , for alkaline water electrolysers. At the moment, therefore,
the lowest costs are found in the case of natural gas reforming, however these assessments
lack environmental costs, which could substantially modify the results reported so far.
7. Conclusions and Future Prospective
Hydrogen is the most promising energy carrier; however, it is scarcely present in
Nature in molecular form, therefore it must be obtained from primary sources. In this
review article, the main characteristics of a number of hydrogen production methods have
been listed, focusing primarily on renewable feedstock. The production methods have been
grouped into three main sections, based on the type of energy used to sustain the process.
For each section, the main limitations to the diffusion of the analysed production processes
have been highlighted. As mentioned, the most widespread hydrogen production methods
are, still today, natural gas reforming processes, which use feedstock abundantly available
at low cost, and use proven processes. However, the need to achieve carbon neutrality
requires the use of renewable feedstock and energy to support production processes.
Water is the main source of hydrogen, via water splitting processes, however the
enormous amount of energy required to support these constitutes a serious limitation, and
therefore the use of energy from renewable sources is a necessary boundary condition.
Among the various techniques, alkaline electrolysis of water is now available for largescale applications. On the other hand, biomasses are extremely attractive; as a variety of
materials such as algae, food waste, municipal solid waste, lignocellulosic biomass etc.
can be used. Several processes can be used to obtain hydrogen from biomass, such as
gasification and fermentation, furthermore bio-oils, obtained by pyrolysis of biomass and
the same of biomethane, can be used in reforming processes. The main limitations to their
use seem to be the variability of the composition and therefore the unavailability of large
quantities at low cost.
The origin of the energy needed to sustain the processes itself plays a crucial role. In
this context, electrification can make sustainable the processes that use thermal methods.
However, the main problem related to the use of renewable energy is the instability in the
supply which, in many cases, is intermittent.
Based on these considerations, a future is outlined increasingly based on the local
production and distribution of energy and therefore of hydrogen, in which the decentralization of hydrogen production will play a key role. The energy to support the processes
must be generated on site, exploiting the potential of the territory, such as wind power,
solar power, etc. Likewise, the feedstock for hydrogen production will have to be available
where hydrogen will be produced. A massive use of biomass will make it necessary to implement processes that are tolerant to the variability of the biomass itself, so as to minimize
production costs.
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