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Abstract: Concrete structures undergo different forms of damage during their service life. The aim of
this study is to identify the most common forms of concrete damage in field conditions. A number
of concrete elements and structures were visually inspected and the damage was photographed.
The damage phenomena covered are delamination, popout, spalling, scaling, drying shrinkage
cracking, corrosion-induced cracking, map cracking, rust and salt stains, discoloration, and mold
and moss growths. The probable reasons for these damage phenomena are discussed in this study.
Moreover, this study highlights how concrete structures can be protected from the aforementioned
forms of damage by using sealer and coating systems as surface treatments. Different sealer and
coating systems, emphasizing their selection for specific uses, installation on concrete substrate,
effects on concrete durability, performance criteria, and performance evaluation methods have been
discussed. Furthermore, some recommendations are given to improve the performance of concrete
sealer and coating systems for the protection of concrete structures in field conditions.
Keywords: coating; concrete damage; sealer; protective measures

1. Introduction
Concrete is one of the most widely used construction materials because of its affordability and
versatility. However, concrete is not an indestructible construction material; different forms of damage
occur over time under service and environmental conditions, causing cosmetic and structural flaws
in concrete structures [1]. Consequently, the performance of concrete structures gets affected during
their service life. The level of damage in concrete structures depends on the severity of surrounding
environment, the mix composition of concrete, and the degree of quality control during concrete
construction [2–4]. The climatic conditions in many regions of the world are not very favorable
for concrete structures. In many countries, the construction of durable concrete structures is very
challenging for builders due to harsh winter and/or hot summer climates.
Concrete structures globally undergo different forms of attack from environmental influences
such as wetting and drying, freezing and thawing, and extreme temperature changes [5–9]. Many
environmental attacks become more severe for concrete in the presence of chloride and sulfate
ions sourced from anti-icing or de-icing salts and seawater/soil, respectively [10–14]. Under such
aggressive environmental exposures, concrete structures require special attention to the factors
influencing durability, so that they can provide an acceptable span of service life. Without this
consideration, concrete structures may experience accelerated damage such as surface scaling, spalling,
and corrosion-induced cracking [12,13,15–19].
The durability performance of the reinforced concrete primarily depends on the composition
and properties of its exposed surface layer or covercrete [20]. Many forms of damage start on
the surface layer of concrete. Coatings and sealers are often used to protect the surface layer of
concrete by retarding the ingress of water and water-laden harmful agents such as chlorides (NaCl,
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CaCl2 , MgCl2 , etc.), sulfates (Na2 SO4 , K2 SO4 , CaSO4 , MgSO4 , etc.), and carbon dioxide [21–32].
Darwin et al. [11], Kozikowski et al. [14], and Sutter et al. [15] reported that CaCl2 and MgCl2 can
cause severe scaling of concrete, which not only damages the concrete surface but also accelerates the
ingress of deleterious agents more deeply into concrete and increases its degree of saturation [17,18].
Chlorides can subsequently penetrate the concrete cover (covercrete) more rapidly [17], while carbon
dioxide can more easily diffuse from the atmosphere [32], both thus contributing to the corrosion of
reinforcing steel [33]. Moreover, the increased degree of saturation causes strength loss due to the
formation of ice that causes cracking in concrete [9].
Surface treatments such as sealers, coatings, membranes, and impregnation resins are currently
used for the protection of concrete structures [23,33,34]. Sealers or coatings are applied on concrete
surfaces to protect the underlying concrete. In infrastructure projects, they are used for the protection
of bridge components and pavement. Their main purpose is to reduce the penetration of water,
de-icing or anti-icing salts, and deleterious gases such as carbon dioxide into concrete. A review of the
literature shows that surface treatments by sealers or coatings can significantly improve the durability
of concrete and thus extend the service life of concrete bridges [34–38]. Palle and Hopwood II [34]
reported that an appropriate sealer or coating system can protect the structural concrete from corrosion
and de-icing salt damage by inhibiting chloride penetration. Wenzlick [35] and Attanayaka et al. [36]
examined the role of sealers in bridge deck protection. Pritzl et al. [38] focused the performance of
penetrating sealers to prevent chloride penetration into bridge deck. They observed that the durability
performance of bridge deck is greatly improved when sealers are applied on concrete surfaces.
Identifying different forms of concrete damage and understanding the damage mechanisms
correctly could be useful in selecting appropriate sealer and coating systems for the protection of
concrete structures. The main objective of this study was to identify different forms of concrete damage
in concrete structures under field conditions. A number of concrete elements and structures were
visually inspected. The concrete damage was identified and photographed. The possible causes of
the damage and the preventive measures have been discussed. The role of sealer and coating systems
has been emphasized to protect concrete structures from the damage phenomena as identified during
field observations. In addition, the installation techniques of sealer and coating systems as well as
their beneficial effects and performance criteria have been discussed in this paper. Above all, some
recommendations are given to enhance the performance of concrete sealer and coating systems in
field conditions.
2. Damage of Concrete
Concrete damage occurs during the service life of concrete structures due to physical and chemical
attacks driven by aggressive environments. The physical damage of concrete caused by freezing and
thawing actions is very common in many winter-region countries. The damaging effects of freezing
and thawing such as surface scaling and internal frost damage of concrete are greatly intensified in the
presence of de-icing salts used in road maintenance during winter [13,39]. In addition, wetting and
drying coupled with de-icing chemicals can often cause significant physical damage in concrete [10,11].
De-icing salts such as NaCl, CaCl2 and MgCl2 are used in many countries during winter to
maintain safe driving conditions. Darwin et al. [11], Sutter et al. [15], and Kozikowski et al. [14]
reported that CaCl2 and MgCl2 de-icing salts cause severe scaling of concrete, thus significantly
damaging the surface layer of concrete. The damage on the concrete surface allows chlorides to
penetrate the concrete more rapidly and carbon dioxide to diffuse more easily from the surrounding
environment; hence, both could result in more corrosion of the reinforcing steel embedded in concrete.
In addition, the damaged concrete surface allows more water to enter the concrete; consequently, the
degree of concrete saturation increases and it can cause a loss of strength due to the formation of ice [9].
Field observations conducted by the author of the present study revealed that concrete undergoes
many different forms of damage during its service life, depending on the nature and severity of
aggressive environment. Some common forms of damage are scaling, spalling, popout, delamination
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Figure 1. Severe surface scaling on the concrete foundation wall of a residential building.
Figure 1. Severe surface scaling on the concrete foundation wall of a residential building.

Scaling is mainly caused by the pressure exerted by the solid ice formed within the concrete pore
Scaling is mainly caused by the pressure exerted by the solid ice formed within the concrete pore
network [40]. When this pressure exceeds the tensile strength of concrete, scaling occurs. Excessive
network [40]. When this pressure exceeds the tensile strength of concrete, scaling occurs. Excessive
surface finishing, deicing salts, and freeze‐thaw cycles as well as the presence of poor aggregates
surface finishing, deicing salts, and freeze-thaw cycles as well as the presence of poor aggregates
aggravate concrete scaling. The presence of fly ash has also been linked to a possible worsening of
aggravate concrete scaling. The presence of fly ash has also been linked to a possible worsening of
concrete scaling [41]. The other factors contributing to scaling are high porosity or low strength of
concrete scaling [41]. The other factors contributing to scaling are high porosity or low strength of
covercrete, insufficient curing, and the absence of air‐voids in concrete. The prolonged freeze‐thaw
covercrete, insufficient curing, and the absence of air-voids in concrete. The prolonged freeze-thaw
cycles cause the concrete to scale if it does not have enough strength or entrained air‐voids. De‐icing
cycles cause the concrete to scale if it does not have enough strength or entrained air-voids. De-icing
or anti‐icing chemicals may increase the degree of scaling on concrete, due to the formation of certain
or anti-icing chemicals may increase the degree of scaling on concrete, due to the formation of certain
solids that induce more expansive pressure on covercrete [42].
solids that induce more expansive pressure on covercrete [42].
De‐icing chemicals aggravate the surface scaling of concrete. The effect of de‐icing chemicals on
De-icing chemicals aggravate the surface scaling of concrete. The effect of de-icing chemicals on
the surface scaling of concrete has been reported in technical literature [10–12,43]. Sutter et al. [15] as
the surface scaling of concrete has been reported in technical literature [10–12,43]. Sutter et al. [15]
well as Hooton and Julio‐Betancourt [12] reported that NaCl is more deleterious than CaCl2 and
as well as Hooton and Julio-Betancourt [12] reported that NaCl is more deleterious than CaCl2 and
MgCl2 in causing surface scaling of concrete because it has the highest rate of permeation into
MgCl2 in causing surface scaling of concrete because it has the highest rate of permeation into concrete.
concrete. Hooton and Julio‐Betancourt [12] observed that 3% NaCl solution causes more scaling on
Hooton and Julio-Betancourt [12] observed that 3% NaCl solution causes more scaling on concrete
concrete surfaces than 3% MgCl2 solution; they recorded the lowest mass loss due to scaling in the
surfaces than 3% MgCl2 solution; they recorded the lowest mass loss due to scaling in the cases of
cases of CaCl2 and MgCl2 de‐icing chemicals.
CaCl2 and MgCl2 de-icing chemicals.
To prevent the surface scaling of concrete, the proper concrete mix with durable and well‐graded
To prevent the surface scaling of concrete, the proper concrete mix with durable and well-graded
aggregates should be used. In addition, an adequate air content needs to be used in the concrete mix.
aggregates should be used. In addition, an adequate air content needs to be used in the concrete mix.
Usually, a minimum of 6% (sometimes 6.5%) air is recommended to avoid scaling [44]. However, 5%
Usually, a minimum of 6% (sometimes 6.5%) air is recommended to avoid scaling [44]. However,
air may be adequate but further precautions are required. Furthermore, proper curing must be
5% air may be adequate but further precautions are required. Furthermore, proper curing must be
provided immediately after finishing the poured concrete. Appropriate drainage should also be taken
provided immediately after finishing the poured concrete. Appropriate drainage should also be taken
into consideration; the water needs to be drained away from the concrete surface. This is because a
into consideration; the water needs to be drained away from the concrete surface. This is because
saturated concrete surface is more prone to be damaged than a dried concrete surface. Moreover, the
a saturated concrete surface is more prone to be damaged than a dried concrete surface. Moreover,
use of de‐icing chemicals should be minimized or a special type of chemical producing the least effect
the use of de-icing chemicals should be minimized or a special type of chemical producing the least
on the concrete surface should be used to limit concrete damage. A sealer or coating can also be
effect on the concrete surface should be used to limit concrete damage. A sealer or coating can also
applied on new concrete to prevent surface scaling by reducing the ingress of water and de‐icing
chemicals into concrete.
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Figure 2. Severe spalling of concrete from the soffit of a composite bridge deck.
Figure 2. Severe spalling of concrete from the soffit of a composite bridge deck.
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2.3. Popout
Popout occurs when the fragments of concrete break out leaving large visible holes on concrete
surfaces. The size of holes in diameter may typically vary from 5 to 50 mm, but can be up to 300 mm
[45]. Over time, the popouts can become bigger and connected to cause severe damage on concrete
surfaces in the form of potholes. This field problem most commonly occurs on rigid or concrete
pavement surfaces, as shown in Figure 3. However, it may also occur on the untreated (unsealed or
uncoated) concrete walls.
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Figure 3. Moderate popout that occurred on a concrete slab‐on‐grade.
Figure 3. Moderate popout that occurred on a concrete slab-on-grade.
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2.4. Delamination or Mortar Flaking
2.4. Delamination or Mortar Flaking
Mortar layers flake off due to the excessive sub‐surface voids of covercrete or the rusting of
Mortar layers flake off due to the excessive sub-surface voids of covercrete or the rusting of
reinforcement embedded in concrete [45,47], as shown in Figure 4. Although delamination is not a
reinforcement embedded in concrete [45,47], as shown in Figure 4. Although delamination is not
serious threat to the structural stability of concrete structures, further weathering over time can
a serious threat to the structural stability of concrete structures, further weathering over time can
greatly affect the delaminated areas. Also, mortar flaking diminishes the aesthetic quality of concrete
greatly affect the delaminated areas. Also, mortar flaking diminishes the aesthetic quality of concrete
structures. Hence, the mortar flaking areas should be repaired to maintain a good appearance of the
structures. Hence, the mortar flaking areas should be repaired to maintain a good appearance of the
concrete structures.
concrete structures.
Aggregates tend to settle when fresh concrete is poured and compacted. The settlement of
aggregates drives extra mix water and air content to move to the concrete surface. If the finishing
procedure starts too early or the concrete surface is sealed before the completion of bleeding (separation
of water), the air and water get entrapped under the surface mortar [47]. The entrapped air and water

The occurrence of popouts can be minimized by using less porous, strong coarse aggregates and
a concrete mix designed with a relatively low water‐to‐cement ratio. In addition, a proper curing
condition should be maintained to achieve better bonding of aggregates and cement paste during the
maturity period of the concrete. A good compaction of the freshly placed concrete during
construction can also be crucial to reduce popouts on the concrete surfaces. Moreover, an effective
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Figure 4. Mortar flaking on the exterior concrete wall of a residential building.
Figure 4. Mortar flaking on the exterior concrete wall of a residential building.

Delamination can be minimized by expelling the air or evaporating the extra water from the
concrete surface. Concrete surfaces must be checked to remove hollow spots. The finishing of the
concrete surface should be begun after the end of bleeding process. It is strongly recommended to delay
the final finishing of concrete surfaces to allow the bleed water and bleed air escape from concrete.
In cold-weather concreting, a small dosage of non-chloride set accelerator or heating can be employed
to promote more uniform setting of the concrete mix, thus reducing the likelihood of delamination.
Appropriate measures should also be taken to counteract rapid evaporative conditions during and
after concrete pouring. This is because rapid evaporation can cause plastic shrinkage cracking on
concrete surfaces that may aggravate delamination. Furthermore, delamination can be reduced by
using the corrosion-resistant concrete reinforcement or protecting the steel reinforcement in concrete.
2.5. Drying Shrinkage Cracking
Concrete undergoes volume loss or shrinkage when the excess moisture from the concrete starts
to evaporate [45]. Drying shrinkage can cause cracks on concrete surface, as shown in Figure 5, when
the shrinking of concrete elements is restrained [4,48]. The extent of shrinkage cracks depends on
the rate of drying. Shrinkage cracks can occur in any location of the concrete and there is no special
pattern for cracking. However, these cracks generally occur at right angles to the restraints.
A simple way to reduce drying shrinkage cracking is to make sure that sufficient water is available
during the curing period to prevent the concrete from being over dried. Drying shrinkage can also
be minimized by reducing the amount of water in the concrete mix. Water-reducing admixtures can
be used to decrease the water content of concrete mixes while maintaining an adequate fluidity in
the freshly mixed concrete. Moreover, internal curing of concrete by employing water reservoirs
such as pre-wetted aggregates can be helpful in reducing the drying shrinkage of concrete [49].
Shrinkage-compensating mineral or chemical admixtures can also be used in the concrete mix to
reduce drying shrinkage cracking. A surface coating can be applied to fill drying shrinkage cracks
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Figure 6. Map cracking or crazing on the concrete walkway of a subway station.
Figure 6. Map cracking or crazing on the concrete walkway of a subway station.
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2.7. Corrosion‐Induced Cracking
Corrosion of steel reinforcement in concrete structures is a global problem. This problem is
worsened in the presence of chloride‐based de‐icing or anti‐icing salts. Many studies reported that
the penetration of chlorides accelerates the corrosion of steel reinforcement in concrete structures [51–57].
Besides, Kozikowski et al. [14] reported that MgCl2 solution forms brucite [Mg(OH)2], which hastens
the corrosion of steel reinforcement by reducing the pH of the pore water of concrete. Carbonation
also intensifies the corrosion of steel reinforcement with a reduction in the pH of concrete pore
water [4,58]. The most common outcome of the reinforcement corrosion is cracking in the concrete,

Coatings 2017, 7, 90

8 of 22

2.7. Corrosion-Induced Cracking
Corrosion of steel reinforcement in concrete structures is a global problem. This problem is
worsened in the presence of chloride-based de-icing or anti-icing salts. Many studies reported that the
penetration of chlorides accelerates the corrosion of steel reinforcement in concrete structures [51–57].
Besides, Kozikowski et al. [14] reported that MgCl2 solution forms brucite [Mg(OH)2 ], which hastens
the corrosion of steel reinforcement by reducing the pH of the pore water of concrete. Carbonation also
intensifies the corrosion of steel reinforcement with a reduction in the pH of concrete pore water [4,58].
The most common outcome of the reinforcement corrosion is cracking in the concrete, as shown in
Figure
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Figure 7. Corrosion‐induced cracking on the retaining wall of a retail store parking lot.
Figure 7. Corrosion-induced cracking on the retaining wall of a retail store parking lot.

The corrosion of steel reinforcement can be significantly decreased by preventing the infiltration
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can be used to substantially reduce the penetration of water and water‐laden chlorides into concrete.
water infiltrates the concrete surface. Chlorides breach the protective oxide (passive) film of steel
reinforcement
and thus can accelerate the corrosion process in concrete [53]. The cracking occurs when
2.8. Stains
the corrosion products develop the expansive force exceeding the tensile strength of concrete.
Stains can appear on concrete surfaces originating from many sources. It could be caused by the
The corrosion of steel reinforcement can be significantly decreased by preventing the infiltration of
aggregates containing iron oxide [60]. Organic matters such as tree leaves may cause some stains on
water into concrete. This can be achieved by means of surface treatments. Sealer and coating systems
concrete surfaces upon rotting. Stains can also occur from the corrosion of steel reinforcement and
can be used to substantially reduce the penetration of water and water-laden chlorides into concrete.
the exposure of concrete surfaces to de‐icing salts, as shown in Figure 8. The corrosion products
(rusts)
migrate from the steel re‐bar sites to the vicinity of the concrete surface [61]. Rust stains occur
2.8.
Stains
when the corrosion products leach out of the concrete surface and migrate within the same element
Stains can appear on concrete surfaces originating from many sources. It could be caused by the
or to another element. The salt stain occurs due to the chemical reaction of de‐icing salts with
aggregates containing iron oxide [60]. Organic matters such as tree leaves may cause some stains on
concrete [62]. The deposition of solid salts into the surface pores of concrete can also cause this type
concrete surfaces upon rotting. Stains can also occur from the corrosion of steel reinforcement and the
of stain.
exposure of concrete surfaces to de-icing salts, as shown in Figure 8. The corrosion products (rusts)
migrate from the steel re-bar sites to the vicinity of the concrete surface [61]. Rust stains occur when
the corrosion products leach out of the concrete surface and migrate within the same element or to
another element. The salt stain occurs due to the chemical reaction of de-icing salts with concrete [62].
The deposition of solid salts into the surface pores of concrete can also cause this type of stain.
Stains usually do not pose any critical structural problem in concrete structures. However, they
degrade the appearance or aesthetic quality of concrete. Hence, concrete structures having stains may
lose their attraction in the built environment. A good aesthetic appearance can be regained by using a
colored film-forming coating on the concrete surface after neutralizing or washing off the stained areas
of concrete structures.

Figure 8. Rust and salt stains on the concrete sidewalk of a low‐rise commercial building.

Stains usually do not pose any critical structural problem in concrete structures. However, they
degrade the appearance or aesthetic quality of concrete. Hence, concrete structures having stains may
lose their attraction in the built environment. A good aesthetic appearance can be regained by using
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(rusts) migrate from the steel re‐bar sites to the vicinity of the concrete surface [61]. Rust stains occur
when the corrosion products leach out of the concrete surface and migrate within the same element
or to another element. The salt stain occurs due to the chemical reaction of de‐icing salts with
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Figure 8. Rust and salt stains on the concrete sidewalk of a low‐rise commercial building.
Figure 8. Rust and salt stains on the concrete sidewalk of a low-rise commercial building.
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Figure 9. Discoloration on the interior concrete wall of an institutional building.
Figure 9. Discoloration on the interior concrete wall of an institutional building.

2.10. Moss and Mold Growths
2.10. Moss and Mold Growths
Moss growth is a common problem on concrete surfaces that remain shaded and fairly damp or
Moss growth is a common problem on concrete surfaces that remain shaded and fairly damp or
moist throughout the day. Mosses depend on moisture to reproduce and grow best on porous
moist throughout the day. Mosses depend on moisture to reproduce and grow best on porous surfaces
surfaces like that of concrete [64]. Mosses grown on concrete surface are usually yellow, green or
like that of concrete [64]. Mosses grown on concrete surface are usually yellow, green or greenish
greenish brown in color. The presence of mosses diminishes the aesthetic appeal of concrete surface.
brown in color. The presence of mosses diminishes the aesthetic appeal of concrete surface. They make
They make the concrete surface old and dirty, as obvious from Figure 10. Also, mosses can make the
the concrete surface old and dirty, as obvious from Figure 10. Also, mosses can make the concrete
concrete surface quite slippery and pose safety problems by growing on the pedestrianized paths.
surface quite slippery and pose safety problems by growing on the pedestrianized paths. The moss
The moss growth on new concrete surfaces can be avoided using water‐repelling coatings. The
growth on new concrete surfaces can be avoided using water-repelling coatings. The mosses existing
mosses existing on old concrete surfaces can be removed by chemical treatment. A surface treatment
on old concrete surfaces can be removed by chemical treatment. A surface treatment in the form of a
in the form of a coating may then be applied to avoid further moss growth.
coating may then be applied to avoid further moss growth.

greenish brown in color. The presence of mosses diminishes the aesthetic appeal of concrete surface.
They make the concrete surface old and dirty, as obvious from Figure 10. Also, mosses can make the
concrete surface quite slippery and pose safety problems by growing on the pedestrianized paths.
The moss growth on new concrete surfaces can be avoided using water‐repelling coatings. The
mosses2017,
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Figure 10. Mold and moss growths on the exposed surface of a concrete retaining wall.
Figure 10. Mold and moss growths on the exposed surface of a concrete retaining wall.
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Pressure washing can also be used to remove the molds from the large areas of concrete surface.
Pressure washing can also be used to remove the molds from the large areas of concrete surface. The
surface treatment of the cleaned and washed concrete with a coating can stop further mold growth
directly on the concrete faces.
3. Protective Sealer and Coating Systems
Sealer or coating systems are applied on concrete as surface treatments to protect concrete
structures from different forms of damage. They provide protection to concrete by impeding the
ingress of water and many detrimental chemicals such as de-icing or anti-icing chloride salts, sulfate
and chloride salts from seawater, sulfate ions from soil, and deleterious gases (for example, carbon
dioxide) from atmospheric environment [62]. Different types of sealer and coating are presently used
for the protection of concrete [23,34,35,66]. Sealers and coatings are typically applied to concrete bridge
and building components to protect them from environmental attacks accelerated by freezing and
thawing, wetting and drying, and abrasion. They are intended to reduce different forms of concrete
damage, such as surface scaling, spalling, popout, delamination, and cracking [34–37]. Furthermore,
sealers and coatings are used to decrease or eliminate the chemical attack and corrosion damage caused
by de-icing or anti-icing corrosive chemicals [34,38].
3.1. Types of Sealer and Coating Systems
The following sealer and coating materials are generally used to protect concrete surfaces from
the damage encountered in field conditions. This classification is based on the protection mechanism
of the sealer and coating systems [66,67].

•

Penetrating sealers: low-viscosity materials, which are “flood coated” to achieve typically
1–3 mm penetration into concrete. These are mostly silane/siloxane or silicate based materials.
Silane/siloxane based sealers produce a hydrophobic lining on the pore-wall of capillary pores to
repel water and thus reduce the water ingress into concrete. In contrast, silicate based penetrating
sealers can react chemically with calcium hydroxide (also known as portlandite), a by-product
of the cement hydration in concrete, to produce additional C–S–H (calcium silicate hydrate) gel,
which makes the concrete denser and potentially stronger by filling cracks and capillary pores [66].
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Surface sealers: medium-viscosity/low-solid materials, which form a thin film on the concrete
surface; the thin film does not infiltrate the capillary pores present in concrete. These sealers must
adhere to the concrete surface when they are applied to form a thin film. They are mainly epoxy,
urethane or methyl methacrylate based materials.
Barrier or surface coatings: high-viscosity/high-solid materials, which form a relatively thick
film on concrete surfaces; this thick film does not infiltrate the capillary pores of concrete rather
creates a protective barrier on concrete surfaces. These coatings must possess good adhesion
with the concrete substrates for optimum performance in field conditions. They are mostly
acrylic, epoxy or urethane based polymeric materials. These coatings can also be bituminous or
cementitious materials.
Impregnating polymers: ultra-low-viscosity materials, which are applied by special drying and
vacuum techniques to ensure the deep penetration into concrete; they block the capillary pores
in concrete. These are mainly styrene, acrylonitrile, or high-molecular-weight methacrylate
based materials.

The barrier or surface coating systems, as mentioned above, are further classified as follows, based
on the major component materials present in the coating composition [68].

•

Bituminous coatings: these coatings can be hot-applied or cold-applied; the cold application of
bituminous materials employs asphalt emulsions as coating agents. They are asphalt, tar, or pitch
based materials. These coatings are effective when the stresses (mostly in the forms of air pressure
and hydrostatic pressure) on the surface are insignificant. In the cases of significant stresses on
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Figure 11. Bituminous coating applied on the concrete basement wall of a high‐rise building.
Figure 11. Bituminous coating applied on the concrete basement wall of a high-rise building.
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Figure 11. Bituminous coating applied on the concrete basement wall of a high‐rise building.

Figure 12. Cementitious coating applied on the concrete staircase wall of a parking structure.
Figure 12. Cementitious coating applied on the concrete staircase wall of a parking structure.
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Figure 13. Colored polymeric coating applied on the foundation wall of an institutional building.
Figure 13. Colored polymeric coating applied on the foundation wall of an institutional building.

3.2. Selection of Sealer and Coating Systems
3.2. Selection of Sealer and Coating Systems
The selection and performance of a sealer or coating product depend on its quality, type and/or
The selection and performance of a sealer or coating product depend on its quality, type and/or
properties, the exposure conditions both during application and when in service, the condition of the
properties, the exposure conditions both during application and when in service, the condition of the
underlying concrete (smoothness, roughness, moisture level, etc.), the efficiency of the techniques
underlying concrete (smoothness, roughness, moisture level, etc.), the efficiency of the techniques
used to prepare the substrate, and the way in which it is applied. The selected sealers or coatings
used to prepare the substrate, and the way in which it is applied. The selected sealers or coatings
should have (a) good ability to seal or coat new, old, or previously sealed/coated surfaces; (b)
should have (a) good ability to seal or coat new, old, or previously sealed/coated surfaces; (b) excellent
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Table 1. Factors to be considered during the selection of concrete sealers or coatings (adapted from [30,71]).
Specific Factor
Type of concrete substrate and
its surface condition
Nature of exposure

Type of concrete protection

Expected durability of sealers
or coatings

Consideration
Old or new concrete; any prior treatment, roughness, and contamination
of concrete surface
Atmospheric, marine, or buried environment; presence of moisture,
pollutants, and aggressive chemicals
Protection from abrasion, acid or chemical attack, alkali–silica reaction,
alkali–carbonate reaction, carbonation, chloride attack, freezing and
thawing, wetting and drying, salt scaling, sulfate attack, and water
ingress
Abrasion resistance, adhesion strength, chemical resistance, color
retention, elasticity, film hardness, impact resistance, moisture vapor
transmission, toxicity, UV resistance, and water resistance
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Table 1. Factors to be considered during the selection of concrete sealers or coatings (adapted
from [30,71]).
Specific Factor

Consideration

Type of concrete substrate and
its surface condition

Old or new concrete; any prior treatment, roughness, and contamination of
concrete surface

Nature of exposure

Atmospheric, marine, or buried environment; presence of moisture,
pollutants, and aggressive chemicals

Type of concrete protection

Protection from abrasion, acid or chemical attack, alkali–silica reaction,
alkali–carbonate reaction, carbonation, chloride attack, freezing and
thawing, wetting and drying, salt scaling, sulfate attack, and water ingress

Expected durability of sealers
or coatings

Abrasion resistance, adhesion strength, chemical resistance, color retention,
elasticity, film hardness, impact resistance, moisture vapor transmission,
toxicity, UV resistance, and water resistance

Service condition

Skid resistance, load-bearing or non-load-bearing condition, and
hydrostatic or air pressure

Installation of sealers or
coatings

Methods of installation, surface preparation, influence of temperature, effect
of substrate moisture, and location of site

Surface treatment costs

Coverage rate or required number of coats, film thickness, labor cost,
material cost, and maintenance cost

3.3. Installtion of Sealer and Coating Systems
Sealer and coating systems are typically installed using roller, airless spray gun, squeegee, brush
or broom [39]. Attanayaka et al. [36] reported that surface flooding is the preferred method for proper
application of a penetrating sealer. Ho and Harrison [32] reported that an increased thickness improves
the effectiveness of surface coatings, resulting in a greater protection against carbonation. They also
stated that a coating installed on a non-prepared concrete surface is more effective than when it
is installed on an abrasive-blasted concrete substrate with the same coverage rate. This is because
abrasive-blasting typically produces a rough surface profile, which requires an increased coverage
rate to achieve a uniform coating thickness. It means the coating thickness decreases in the case of an
abrasive-blasted concrete surface for a given coverage rate. However, abrasive-blasting is still useful
to attain the required level of coating adhesion and therefore an increased coverage rate is generally
recommended when installing a coating on the abrasive-blasted concrete substrate.
Surface preparation is generally required before installing a sealer or coating system on the
concrete substrate. In most cases, new concrete should be at least 28 days old, and any contamination,
such as form oils and curing compounds that may interfere with the adhesion or penetration of sealer
and coating products should be removed [36]. Oil, grease, rubber, and other contaminants should
also be removed from old concrete by effective surface preparation techniques for similar reasons,
as mentioned above. Furthermore, the removal of the carbonated surface layer of old concrete is
recommended, where appropriate, before applying certain types of penetrating sealer to enhance the
chemical reactions requiring high alkalinity [37]. Most manufacturers of sealer and coating products
recommend abrasive-blasting (sand- or grit-blasting), blast-track (shot-blasting) or high pressure
water-blasting techniques for the surface preparation on concrete substrates. This is to ensure good
adhesion between the concrete surface and the sealer or coating material. After the completion of
the surface preparation, manufacturers may require a damp, saturated surface-dry or dry substrate,
depending on their products, prior to the installation of sealer or coating systems.
3.4. Performance of Sealer and Coating Systems
Sealer and coating systems can significantly decrease the water ingress into concrete by making
concrete pore-walls hydrophobic, blocking capillary pores, forming a uniform physical barrier on
concrete surface, or reacting with portlandite present in concrete [29,66,67]. Some systems may work via
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double mechanisms having dual-component products in their composition. A decrease in water ingress
improves concrete’s resistance to freeze-thaw cycles [7] and alkali–aggregate reactions [39]. Porter [27]
reported that the surface scaling due to freezing and thawing greatly decreases when sealers or coatings
are used on concrete surfaces. Almusallam et al. [22] and Moon et al. [25] observed that surface
coatings enhance the freeze-thaw durability and chemical resistance of concrete. Seneviratne et al. [16],
Al-Dulaijan et al. [21], Ibrahim et al. [23], and Oshiro and Tanigawa [26] reported that surface coatings
substantially decrease the chloride permeability and steel corrosion in the reinforced concrete. Palle
and Hopwood II [34] also confirmed that an appropriate sealer or coating system protects the reinforced
concrete from corrosion and de-icing chemical attack by preventing chloride penetration.
Moon et al. [25] observed that silicate based inorganic coatings significantly reduce the ingress
of carbon dioxide, which also causes the corrosion of steel reinforcement by decreasing the pH
of pore-water in concrete. Ho and Harrison [32] found that the increased film thickness and the
roughened concrete surface enhance the protective performance of any coating, as discussed in
Section 3.3. McCarter [8] reported that certain surface coatings impede the permeation of water as a
liquid into concrete but facilitate the transmission of moisture vapor from concrete through the applied
coating. These phenomena help to keep concrete surface dry, thus providing good resistance against
many forms of concrete damage. Furthermore, McCarter [8] reported that some surface coatings can
extensively increase the resistivity of concrete and improve its resistance to scaling caused by chemical
attack. The overall findings from literature survey reveal that sealer or coating systems improve the
durability of concrete and thus greatly extend the service life of concrete structures in field conditions.
However, the surface coatings installed on concrete substrates can also be damaged over time due to
physical and chemical attacks. The performance of treated (sealed or coated) concrete greatly depends
on the adhesion of a surface sealer or coating with concrete substrate [21,26]. This is particularly crucial
to avoid or reduce the delamination or blistering of sealer and coating systems installed on concrete
elements or structures.
Sealers and coatings must have adequate adhesion to the concrete substrate, be applied
with an adequate thickness, and provide an acceptable level of impermeability to the ingress
of chloride-laden water to ensure effective performance of the treated concrete against adverse
environments [17,18,62,72]. They must be able to resist the stresses that tend to force the water
through the sealer and coating systems. These stresses are (a) the gravity that forces water through
horizontal concrete surfaces (for example, building roof and bridge deck); (b) the hydrostatic pressure
on one side of horizontal or vertical concrete elements (for example, slab-on-grade, basement wall,
and foundation wall of buildings); and (c) an air pressure difference on horizontal or vertical concrete
elements (for example, roof slab and exterior wall of buildings). If the sealer and coating systems
fail to resist the aforementioned stresses and possess inadequate adhesion, the delamination of the
sealer or coating system, as shown in Figure 14, will occur. A thick coating and a rough surface profile,
as discussed in Section 3.3, contribute to provide a greater adhesion and a higher resistance to the
aforementioned disruptive forces or stresses.
The performance of sealer and coating systems also largely depends on their capability of
transmitting the moisture vapor from the interior of concrete. Both sealers and coatings should
have an acceptable level of “breathability” when it is desirable for the moisture to transmit from
the concrete through the treated surface [28]. Otherwise, delamination or blistering may occur on
the sealer and coating systems. Various performance criteria that have been established for the use
of sealer and coating systems are given in Tables 2 and 3. These criteria are used to evaluate the
performance of concrete sealers and coatings in field conditions with respect to their durability and
durability-related properties.
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Figure 14. Delamination of (a) bituminous, (b) cementitious, and (c) polymeric coatings.
Figure 14. Delamination of (a) bituminous, (b) cementitious, and (c) polymeric coatings.

Table 2. Various performance criteria for concrete sealers or coatings [35,37].
Method

Property

Performance Criteria

Freeze-thaw/salt scaling resistance test
as per ASTM C672/C672M [73]

Scaling resistance of concrete
exposed to de-icing salts under
freezing and thawing cycles

No visible damage (rating “0”) after
50 freeze-thaw cycles, rating “0”—no
scaling after 100 cycles, and rating of
1 lower than that of untreated concrete
surface in the case of scaling

Water absorption test based on cold
water saturation technique given in
ASTM C642 [74]

Water absorption (wt. %) as an
indicator of concrete durability

Maximum 1% after 48 h and maximum
2% after 50 days

Chloride ion penetration test based on
ponding technique given in AASHTO
T259 [75]

Penetrated chloride value as an
indicator of the corrosion
resistance of concrete

0.451–0.593 kg/m3 at 12.7–25.4 mm
(0.76–1.0 pcy at 0.50–1.0 in.) depth after
90 days of ponding

Accelerated weathering test as per
ASTM D822/D822M [76]

Weathering resistance of concrete

Slight color change on concrete surface

Salt spray resistance test according to
ASTM B117 [77]

Adhesion or bond strength

No loss of adhesion after 300
freeze-thaw cycles

Electrical resistance test by Two-pin
mode soil resistance meter

Electrical resistance of concrete

>200–400 kΩ
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Table 3. Waterproofing performance criteria for concrete sealers or coatings [78,79].
Minimum Waterproofing Performance * (as
Compared to Unsealed or Uncoated Specimens)
Before Abrasion

After Abrasion

Minimum Vapor Transmission
(as Compared to Unsealed or
Uncoated Specimens)

Penetrating sealer for concrete surfaces
with a relative moisture content ≤ 55%
(Type 1a)

82.5%

75.0%

–

Penetrating sealer for concrete surfaces
with a relative moisture content ≤70%
(Type 1b)

–

86.0%

70.0%

High performance penetrating sealer
for concrete surfaces with a relative
moisture content ≤80% (Type 1c)

–

85.0%

85.0%

Clear film-forming one-component
sealer or coating for concrete surfaces
with a relative moisture content ≤70%
(Type 2a)

82.5%

N/A

35.0%

Clear film-forming two-component
sealer or coating for concrete surfaces
with a relative moisture content ≤70%
(Type 2b)

90.0%

N/A

20.0%

Colored film-forming sealer or surface
coating for concrete surfaces (Type 3)

75.0%

N/A

35.0%

Sealer or Coating Type

* Minimum reduction in water absorption.

3.5. Evaluation of Sealer and Coating Systems
The following test methods can be used to evaluate the performance of sealer and coating systems
installed on concrete substrates.

•

•

•

•

•
•

AASHTO T161: Standard method of test for resistance of concrete to rapid freezing and
thawing [80], ASTM C666/C666M: Standard test method for resistance of concrete to rapid
freezing and thawing [81], and ASTM D2243: Standard test method for freeze-thaw resistance of
water-borne coatings [82]. These test methods can be used for treated and untreated concretes to
determine their freeze-thaw resistance.
AASHTO T259: Standard method of test for resistance of concrete to chloride ion penetration [75],
AASHTO T260: Sampling and testing for chloride ion in concrete and concrete raw materials [83],
AASHTO T277: Standard method of test for electrical indication of concrete’s ability to resist
chloride ion penetration [84], ASTM C1152/C1152M: Standard test method for acid-soluble
chloride in mortar and concrete [85], ASTM C1202: Standard test method for electrical indication
of concrete’s ability to resist chloride ion penetration [86], and ASTM C1543: Standard test
method for determining the penetration of chloride ion into concrete by ponding [87]. These
test methods can be used for treated and untreated concretes to determine their chloride ion
penetration resistance.
ASTM D822/D822M: Standard practice for filtered open-flame carbon-arc exposures of paint
and related coatings [76] and ASTM D4587: Standard practice for fluorescent UV-condensation
exposures of paint and related coating [88]. These practices can be used in the evaluation of the
accelerated weathering resistance of concrete sealers or coatings.
ASTM C672/C672M: Standard test method for scaling resistance of concrete surfaces exposed to
de-icing chemicals [73]. This test, commonly known as salt scaling test, is carried out to determine
the salt scaling resistance of treated and untreated concretes.
ASTM B117: Standard practice for operating salt spray (fog) apparatus [77]. This practice can be
used in determining the salt spray resistance of untreated and treated concretes.
ASTM C642: Standard test method for density, absorption and voids in hardened concrete [74],
ASTM D4585/D4585M: Standard practice for testing water resistance of coatings using controlled
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condensation [89], and ASTM D6489: Standard test method for determining the water absorption
of hardened concrete treated with a water-repellent coating [90]. The test methods given in
these ASTM standards can be used to determine the water penetration resistance of treated and
untreated concretes.
ASTM D1653: Standard test methods for water vapor transmission of organic coating films [91]
and ASTM E96/E96M: Standard test methods for water vapor transmission of materials [92].
These test methods are used to determine the water vapor transmission capacity of sealer or
coating systems installed on concrete substrates.
ASTM D3273: Standard test method for resistance to growth of mold on the surface of interior
coating in an environmental chamber [93] and ASTM D3274: Standard test method for evaluating
degree of surface disfigurement of paint films by microbial (fungal and algal) growth or soil and
dirt accumulation [94]. These tests can be performed to determine the resistance of treated and
untreated concretes to microbial growth such as mold and moss growths.
ASTM D4541: Standard test method for pull-off strength of coatings using portable adhesion
testers [95]. This test is conducted to examine the adhesion or bond strength of coatings installed
on concrete substrates.
ASTM D2794: Standard test method for resistance of coatings to the effects of rapid deformation
(impact) [96]. This test can be used to determine the impact resistance of coatings installed on
concrete surfaces.
ASTM D1654: Standard test method for evaluation of painted or coated specimens subjected
to corrosive environments [97]. This test can be carried out to evaluate the basic corrosion
performance (the blistering and loss of adhesion associated with corrosion) of coatings installed
on concrete substrates.

4. Recommendations for Improved Performance of Sealer and Coating Systems

•

•

•

•

Consider the following characteristics while selecting sealer or coating products for installation
on concrete surface: (a) the ability to seal or coat new, old, or previously sealed/coated surface;
(b) the capability to reduce or eliminate the ingress of moisture and chlorides; (c) the ability to
transmit the moisture vapor from concrete (breathability); (d) salt scaling resistance; (e) chemical
resistance; (f) the resistance to degradation from UV rays; (g) the penetration into concrete surface,
and (h) the ability to provide good skid resistance.
Before applying sealer or coating products on concrete substrates, (a) ensure that the new concrete
is at least 28 days old; (b) remove contaminants (form oil, curing compound, grease, rubber,
etc.) from concrete surfaces; (c) replace the defective surface layer of concrete with high quality
mortar or concrete; (d) prepare a rough surface profile by abrasive-blasting, shot-blasting, or high
pressure water-blasting as recommended by the manufacture for good adhesion of the coating
and better penetration of the penetrating sealer through open surface pores; (e) repair cracks
existing on concrete surfaces according to industry standards; (f) condition the prepared concrete
substrate in accordance with the manufacture’s requirement; (g) use spray gun, roller, squeegee,
brush, or broom as required by the manufacturer to apply the coating with the recommended
coverage rate; and (h) consider a surface flooding or spraying technique to apply the penetrating
sealer with the coverage rate as recommended by the manufacturer.
Avoid using the more aggressive de-icing or anti-icing chemicals if possible; when applying the
solution of de-icing or anti-icing chemicals, use the lowest possible concentration to lessen the
degree of chemical attacks.
Before installing sealer or coating systems on concrete substrates, examine (a) adhesion or bond
strength; (b) scaling resistance to freeze-thaw and wet–dry cycles in the presence of de-icing or
anti-icing chemicals; (c) water absorption; (d) moisture vapor transmission; and (e) chloride ion
penetration resistance.
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5. Conclusions
This study was carried out to identify different forms of concrete damage in field conditions
and how the concrete damage can be minimized by using protective sealer and coating systems. The
type and selection, installation, performance, and evaluation of sealer or coating systems have been
discussed. Also, some recommendations regarding the applications of sealer and coating systems on
concrete structures are given. From the present study, the following conclusions are drawn:

•

•

•

•

•

•
•

Different forms of concrete damage, such as scaling, popout, map cracking, delamination,
corrosion-induced cracking, spalling, drying shrinkage cracking, mold and moss growths, rust
and salt stains, and discoloration occur in field conditions, depending on the nature and degree
of exposure.
Freezing and thawing cycles cause scaling, popout, delamination, and internal frost damage
in concrete; these phenomena are intensified when water penetrates the concrete surface and
remains in the pore structure of concrete.
De-icing or anti-icing chemicals cause significant damage to concrete surfaces in the form of
scaling and salt stains; they also aggravate the corrosion of steel reinforcement, resulting in
cracking, spalling and rust stains in concrete.
Concrete damage is considerably reduced when sealers or coatings are applied on concrete
surfaces because they substantially decrease the infiltration of deleterious agents such as chlorides
and carbon dioxide into concrete.
Sealer and coating systems significantly lessen the ingress of water, which is essential for
many damage mechanisms; in addition, many sealer and coating products enhance the
transmission of water vapor from concrete upon drying and thus minimize the damaging effect
of freeze-thaw cycles.
Sealer and coating products perform better when they are applied on the concrete substrate with
an adequate film thickness and possess good adhesion with concrete surfaces.
Proper selection of products, appropriate surface preparation, use of less aggressive de-icing
or anti-icing chemicals, and accurate evaluation before application will help to improve the
performance of concrete sealer and coating systems in field conditions.
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