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Abstract: Graphene was first fabricated on the surface of an electroless Ni–P coating/carbon steel
(Ni–P–G) to improve its corrosion resistance. Meanwhile, an electroless Ni–P coating (Ni–P) was
heated (Ni–P–H) under the same condition as Ni–P–G for comparison. The morphological results
showed that a wavy multilayer graphene was formed on the surface of Ni–P–G. The layer number
of the graphene film was 5–10 according to the analysis of Raman spectra and observation by
a high-resolution transmission electron microscope. The ID /IG ratio calculated from the Raman
spectrum revealed that the graphene growing at the grain of Ni–P–H had larger grain size than that
growing at the grain boundary. The electrochemical results showed a higher Rp , a lower CPEdl , and
a lower corrosion rate of Ni–P–G than Q235 steel, Ni–P, and Ni–P–H, indicating a higher corrosion
resistance. In addition, the surface potential map achieved by a scanning Kelvin probe presented a
more positive surface potential of Ni–P–G than Ni–P with the difference being around 375–750 mV,
demonstrating a lower corrosion tendency of Ni–P–G.
Keywords: graphene; CVD; electroless Ni–P coating; corrosion resistance; TEM; SKP

1. Introduction
A protective Ni–P coating can be prepared on the surfaces of most metals, alloys, and even
polymers by electroless plating, which is an autocatalytic process and a cost-efficient method [1].
However, the corrosion resistance of electroless Ni–P coating needs to be further improved for
applications in harsh environment. As a result, nanoparticles—TiO2 , ZrO2 , Al2 O3 , etc.—have been
widely studied to enhance the corrosion resistance of Ni–P coating. However, the additional interfaces
between the particles and the Ni–P matrix may worsen the long-term corrosion resistance of these
composite coatings [2].
Graphene, a promising material, has attracted much attention for its excellent properties, such as
ultra-high electric and thermal conductivity and outstanding mechanical strength, as well as its large
specific area [3,4]. The application of graphene as a barrier to reduce the corrosion of materials has been
investigated for several years, but its protection efficiency is has been inconsistent [5]. For example,
Raman et al. [6] developed a high-quality graphene film on the surface of Cu and found that
graphene increased its resistance to electrochemical degradation by one and half orders of magnitude.
Prasai et al. [7] reported that Ni coated with multilayer graphene was corroded 20 times slower than
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bare Ni. Stoot et al. [8] found that even non-perfect multilayer graphene films can considerably increase
the lifetime of next-generation bipolar plates for fuel cells. However, Schriver et al. [9] noted that a
single-layer conducting graphene film, acting as a long-term anticorrosion barrier, on Cu substrate
actually further promoted corrosion by facilitating electrochemical reactions both across the surface
and through the bulk of the substrate. Yu et al. [10] also found that graphene failed as a long-term
corrosion barrier. Therefore, the protection efficiency of graphene as an anticorrosion barrier mainly
depends on its quality and thickness. Generally, the thicker and more integrated the graphene, the
higher the protection efficiency [7].
Chemical vapor deposition (CVD) was one of the first reliable methods of preparing high-quality
graphene on Cu substrate based on the surface growth model [11] and on Ni substrate based on the
segregation growth model [12]. Then, graphene was also fabricated on the substrates of various other
materials—Fe [13], Co [14], Ru [15], Rh [16] and even alloys of stainless steel [17] (Cu/Ni alloy [18],
Cu/Pt alloy [19] and Ni–Mo alloy [20])—to widen its application. However, the preparation of some
of the above described graphene did not follow the traditional method, which usually resulted in
a high cost and a complex process. Fortunately, electroless Ni–P coating has been identified as one
of the metallic materials that could be a potential substrate for growing graphene more efficiently.
One advantage of Ni–P coating is that graphene grown on its surface has the potential to increase the
corrosion resistance of the Ni–P coating. In addition, Ni–P coating can serve as a cost-efficient medium
for growing graphene on the surface of most metals and alloys, thereby widening the potential use of
graphene as an anticorrosive barrier.
In this study, chemically inert graphene was fabricated on the surface of electroless Ni–P coating
in order to analyze its microstructure and anticorrosion performance. This research is believed to
advance significantly the fields of corrosion prevention and the application potential of graphene.
2. Materials and Methods
2.1. Materials
Prior to the growth of graphene, a Ni–P coating was fabricated by electroless plating on the
substrate of Q235 carbon steel. The contents of the plating solution and the preparation parameters
of the Ni–P coating can be found in authors’ early research [21]. Here, the time of electroless plating
was 2 h, and the thickness of the achieved pure Ni–P coating was around 25 µm. Then, the Ni–P/steel
specimens were put into a tube furnace (Lindberg/Blue M HTF55322C) and heated to 1000 ◦ C at a
temperature ramping rate of 16 ◦ C/min under the atmosphere of Ar (500 sccm) and H2 (200 sccm).
Next, the specimens were annealed in the same atmosphere for 1 h to remove surface oxides and
improve grain size. CH4 (48 sccm) was then introduced in the tube furnace at ambient pressure for
30 min. Finally, the specimens were cooled down to ambient temperature at a rate of 10 ◦ C/min to
achieve large crystal grain of graphene. In addition, an electroless Ni–P coating (Ni–P) and a Ni–P
coating that was heated (Ni–P–H) under the same conditions as the graphene-coated Ni–P coating
(Ni–P–G) were prepared for comparison purposes.
2.2. Methods
The surfaces of the achieved specimens were characterized by a scanning electron microscope
(SEM, EV0 MA15 Zeiss, Carl Zeiss Co., Oberkochen, Germany) and a LabRAM HR Raman spectrometer
(Horiba-Jobin Yvon, Kyoto, Japan). In addition, the graphene film was obtained by dissolving
the Ni–P/steel substrate in 2 mol/L nitric acid, and then a high-resolution transmission electron
microscope (HRTEM, F20, FEI, Hillsboro, OR, USA) was applied to observe the morphology
of graphene.
The electrochemical impedance spectroscopy (EIS) of the coatings was tested at the immersion
time of 2 h in a 3.5 wt % NaCl solution at a frequency range of 100 kHz–10 mHz and a voltage
amplitude of ±5 mV rms. Potentiodynamic polarization curves of coatings were measured afterwards
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with a potential scanning rate of 1 mV/s. All the electrochemical tests were carried out on
an electrochemical workstation (CS310, CorrTest Instruments Corp., Ltd., Wuhan, China) with a
conventional three-electrode cell by using a saturated calomel electrode (SCE) as the reference electrode,
a platinum sheet as the counter electrode, and a specimen as the working electrode. In addition,
a non-destructive method of scanning Kelvin probe technique (SKP, Versa SCAN, Ametek Scientific
Instruments, Berwyn, PA, USA) was employed within an area of 2 mm × 4 mm to evaluate the surface
potential distribution of the Ni–P and Ni–P–G.
3. Results and Discussion
3.1. Morphology
SEM images of Ni–P, Ni–P–H, Ni–P–G, and an enlarged view of Ni–P–G are presented in Figure 1.
It can be observed that Ni–P shows a cellular morphology that belongs to an amorphous phase [22], as
shown in Figure 1a. It is well-known that the amorphous phase of Ni–P will transform to a crystalline
phase after being heated at a temperature higher than about 350 ◦ C [23]. Thus, crystalline grains are
observed on the surface of Ni–P–H in Figure 1b. The crystalline phases of Ni–P–H are mainly Ni3 P, NiP,
and NiO, as the authors reported in [21]. In addition, the surface of Ni–P–G displayed a very different
morphology compared with Ni–P and Ni–P–H, as shown in Figure 1c. Clear polygonal grains and
the grain boundaries between them are seen on the surface of Ni–P–G. Also, thin graphene sheets are
found in the enlarged view of the Ni–P–G surface, as arrows denote in Figure 1d. These morphological
features demonstrate that graphene film was formed on the surface of Ni–P by CVD.

Figure 1. SEM images of Ni–P (a), Ni–P–H (b), Ni–P–G (c), and enlarged view of Ni–P–G (d).

Raman spectra were obtained to indirectly determine the thickness of the graphene film formed on
the surface of Ni–P–G. An image of Ni–P–G with the Raman spectra at regions 1 and 2 are provided
in Figure 2. It can be observed that the Raman spectrum of region 1 displays two characteristic peaks
at 1580 cm−1 and 2700 cm−1 , which separately correspond to G and 2D Raman bands. The intensity
of the 2D band is lower than that of the G band with the IG /I2D ratio around 2.45. This means that
the obtained graphene is multilayered rather than single-layered, and the layer number is around
5–10 [24]. By contrast, although the Raman spectrum of region 2 displays a similar IG /I2D ratio as
that of region 1 , a characteristic peak at 1350 cm−1 corresponding to a defect/disorder induced D
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band is found. The ID /IG ratio strongly depends on the defect density of the graphene, and thus, it
can be used to calculate the number of defects using the empirical formula below [25]:


nD cm

−2



9

4

= 7.3 × 10 × EL ×



ID
IG


(1)

where, nD is defect density; EL is the laser energy used for the Raman spectrum, which is 2.4 eV in
this study; the number 7.3 × 109 is an empirical constant; and the ID /IG ratio is 0.12, calculated from
Figure 2. The final nD equaling 2.9 × 1010 indicates that the multilayer graphene formed in region
2 contains a small number of defects. In contrast, no obvious D band is observed for the graphene
formed in region 1 , revealing that ID /IG ratio is very low and that there are nearly no defects in the
graphene within this region. In addition, the ID /IG ratio also provides information about the grain size
of the graphene [26]. The higher ID /IG ratio in region 2 indicates smaller grain size, while the lower
ID /IG ratio in region 1 indicates a larger grain size. Generally, region 1 is dominant on the surface of
Ni–P–G, and thus, the 5–10 multilayer graphene with nearly no defects is determined to be distributed
on the majority of the surface of this coating. Region 2 is mainly located at the grain boundaries of
Ni–P–G, where more nucleation sites are possible, thereby causing smaller grain sizes of graphene.

Figure 2. Metallomicroscope image (a) of Ni–P–G with corresponding Raman spectra of regions
and 2 (c).

1

(b)

An image of the graphene film, dissolved from Ni–P–G and observed by a HRTEM, is shown in
Figure 3 to directly define the thickness. The wavy graphene film is very thin and nearly transparent.
Meanwhile, the edges of the graphene film with a thickness of around 2–4 nm can be observed,
indicating that the number of layers of graphene is about 5–10, which is consistent with the result
concluded in Raman spectra.

Figure 3. High-resolution transmission electron microscope (HRTEM) images of the graphene film on
the surface of Ni–P–G: (a) enlarged view; (b) edges of the graphene film.
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3.2. Electrochemical Tests
Graphene has been widely studied as a barrier to prevent harmful ions from penetrating to
the surface of the substrate and thus improve corrosion resistance. The protection efficiency of the
graphene achieved on the surface of Ni–P–G was investigated by electrochemical method. The Nyquist
plots of the Q235 steel as well as Ni–P, Ni–P–H, and Ni–P–G immersed in 3.5 wt % NaCl solution
for 2 h were tested and are shown in Figure 4. It was observed that all of the materials displayed
depressed capacitive loops, indicating that a dispersion effect occurred generally. Moreover, the three
types of coatings exhibited larger radiuses of the capacitive loops than did the Q235 steel, revealing
higher corrosion resistance of the formers [27]. In addition, Ni–P–H displayed a slightly smaller radius
of the capacitive loop than did Ni–P, indicating slightly lower corrosion resistance. This phenomenon
is consistent with the findings of past studies [28]; essentially, the crystalline phase of Ni–P is more
sensitive to corrosion than the amorphous phase because of the appearance of grain boundaries,
dislocations, or second-phase precipitates. However, the radiuses of the capacitive loops of both of
the above coatings are smaller than that of Ni–P–G, which indicates that the corrosion resistance of
Ni–P is improved by graphene. In addition, the Bode plots of the Q235 steel and the three coatings
are provided in Figure 5, in which a higher magnitude of impedance of Ni–P–G than that of the other
specimens is found. Meanwhile, the broader phase angle curves of Ni–P, Ni–P–H and Ni–P–G as
compared to that of the Q235 steel indicate that two time constants were involved in the EIS testing.

Figure 4. Nyquist plots of the Q235 steel, Ni–P, Ni–P–H, and Ni–P–G at the immersion time of 2 h
in 3.5 wt % NaCl solution (a) and the equivalent circuits for the Q235 steel (b) and the three type of
coatings (c).

Figure 5. Bode plots of the Q235 steel, Ni–P, Ni–P–H, and Ni–P–G at the immersion time of 2 h in
3.5 wt % NaCl solution: (a) frequency-impedance magnitude curves; (b) frequency-phase angle curves.
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The typical Nyquist plots of the Q235 steel and coatings in Figure 4a can be fitted by widely
employed equivalent circuits in Figure 4b,c, respectively [6]. In these two equivalent circuits, Rs is
the resistance of the electrolyte, Rf is the resistance of the pore at the coating surface, and CPEf is
a constant phase element to represent the capacitance of the electrical double layer on the surface
of the coating. CPE is generally attributed to the distributed surface reactivity, roughness, electrode
porosity, and current and potential distributions associated with the electrode geometry; therefore,
here we use a CPEf rather than an ideal capacitor [29]. Rct and CPEdl are used to represent the
metal/electrolyte interface. For the Q235 steel, this interface is between the steel surface and the
electrolyte, while for the coatings, the metal/electrolyte interface is exposed to the electrolyte through
defects or pores in the coating and, therefore, is in series with Rf . The impedance of the above elements
in the equivalent circuits is expressed by Equations (2)–(6), where ZR is the impedance of a resistance.
ZCPE is the impedance of a constant phase element, which is composed of an admittance (Yo ) and
a dispersion coefficient (n). Ztotal-steel and Ztotal-coating are the whole impedance of the equivalent
circuits for the Q235 steel and the coatings, respectively. The different parameters associated with
the proposed equivalent circuits and the relevant polarization resistance (Rp ) are summarized in
Table 1. Normally, Rp is evaluated by the mathematical sum of the specimen’s relevant resistances
(i.e., Rp = Rct + Rf ) [1,6]. A higher Rp implies a higher corrosion resistance of materials. As evident
from Table 1, the corrosion resistance of the Q235 steel is increased by around 20 times after being
coated. In addition, Ni–P and Ni–P–H show slightly different Rp around 3.24 × 104 Ω·cm2 and
2.70 × 104 Ω·cm2 , respectively. Whereas, Ni–P–G has the highest Rp among all of the specimens,
which is about two times higher than that of Ni–P and Ni–P–H, revealing the highest corrosion
resistance. Meanwhile, the metal/electrolyte interface capacitance, CPEdl , of Ni–P–G is lower than
that of the Q235 steel and the other two coatings. Since this capacitance is directly proportional to
the area of the capacitor, the relatively lower capacitance indicates a comparatively lower exposure of
the metal/electrolyte interface to the electrolyte [30]. This means that the graphene on the surface of
Ni–P–G is uniform with a small number of defects, which is consistent with the conclusion obtained
from Raman spectra.
ZR = R
(2)
ZC =

1
jωC

(3)

ZCPE = 1/Y0 (jω)n
Ztotal−steel = Rs +
Ztotal−coating = Rs +

(4)

Rct
1 + Y0 (jω)n Rct

(5)

jωCdl Rct Rcp + Rct + Rcp

Y0 (jω)n jωCdl Rct Rcp + jωCdl Rct + Rct + Rcp + 1

(6)

Table 1. Parameters of equivalent circuits in Figure 4b,c.
CPEf
Sample

Rs
(Ω·cm2 )

Q235
Ni–P
Ni–P–H
Ni–P–G

5.9
5.4
6.5
5.9

Y0
(Ω−1 ·cm−2 ·sn )
2.4 × 10−5
1.73 × 10−5
1.01 × 10−5

CPEdl
n
0.96
0.93
0.96

Rf

(Ω·cm2 )

1.66 × 104
2.27 × 104
12.33

Y0
(Ω−1 ·cm−2 ·sn )
1.14 × 10−3
4.97 × 10−5
2.55 × 10−4
1.78 × 10−5

n

Rct
(Ω·cm2 )

Rp
(Ω·cm2 )

0.79
0.48
0.83
0.84

1.51 × 103
1.58 × 104
4.32 × 103
6.09 × 104

1.51 × 103
3.24 × 104
2.70 × 104
6.09 × 104

The potentiodynamic polarization curves of the specimens were measured to further evaluate
the corrosion resistance and are shown in Figure 6, from which the corrosion potential (Ecorr ) and
corrosion current density (Icorr ), as well as the corrosion rate calculated based on Faraday’s law and
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the assumption of uniform corrosion, can be obtained [31] (see Table 2). Generally, all the coatings
exhibited lower Icorr and corrosion rates than did the Q235 steel substrate. In addition, a lower
corrosion rate of 0.011 mm/year for Ni–P–G than for Ni–P or Ni–P–H is noted, indicating a higher
corrosion resistance of the former, while the latter two coatings have similar corrosion rates of 0.040
and 0.039 mm/year, respectively. Actually, the corrosion resistance of graphene as a protective layer on
metal surfaces relies strongly on its quality and thickness, as stated in the Introduction. The corrosion
of the metal will be worsened if graphene cannot completely cover the surface. Therefore, the higher
corrosion resistance of Ni–P–G than that of the other two coatings implies that there is high-quality
graphene on the surface. Furthermore, the protection efficiency of materials can be calculated by
Equation (7) [32]:
0
Icorr − Icorr
(7)
η=
Icorr
where, η is the protection efficiency and Icorr and I’corr are the corrosion current densities of the
materials before and after coating. As can be seen in Table 2, the η of Ni–P–G compared with that
of Ni–P or Ni–P–H is about 72.5%, while that of Ni–P–G compared with that of the Q235 steel is
about 97.1%.

Figure 6. Potentiodynamic polarization curves of the Q235 steel, Ni–P, Ni–P–H, and Ni–P–G in 3.5 wt %
NaCl solution.
Table 2. Parameters achieved from potentiodynamic curves and calculated corrosion rates of
the specimens.
Samples

Q235 Steel

Ni–P

Ni–P–H

Ni–P–G

Average atomic mass (g/mol)
Icorr (A/cm2 )
Corrosion rate (mm/year)
η (%)

56.0
5.30 × 10−5
0.381
97.1

89.7
3.46 × 10−6
0.039

89.7
3.38 × 10−6
0.040

89.7
9.77 × 10−7
0.011
-

72.5

The surface potential maps of Ni–P and Ni–P–G are presented in Figure 7 to evaluate corrosion
tendency. A more positive surface potential, 400–600 mV, is noted for Ni–P–G than for Ni–P,
−150~25 mV, and the difference between them is around 375–750 mV. This indicates that Ni–P–G is
more difficult to be corroded than Ni–P. In addition, the surface potential distribution on the surfaces
of the two specimens is relatively uniform, and no local variation is observed, revealing a uniform
Ni–P on the Q235 steel substrate and a continuous graphene film on Ni–P–G.
It is worth noting that the electrochemical tests are quick methods to evaluate the short-term
corrosion resistance of materials, while more systemic research should be done to figure out the
long-term corrosion resistance of Ni–P–G. In addition, currently, the growing mechanism of graphene
on the surface of electroless Ni–P coating is not very clear, which needs to be further studied in order
to optimize the parameters of the fabrication.
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Figure 7. Scanning Kelvin probe (SKP) surface potential maps of Ni–P (a) and Ni–P–G (b) in an area of
2 mm × 4 mm exposed to humidity.

4. Conclusions
Graphene was fabricated on the surface of electroless Ni–P coating by CVD. The conclusions
regarding the microstructure and protection efficiency of the graphene are drawn below.
(1)

(2)

Graphene achieved on the surface of Ni–P–G was multilayered with the number of layers around
5–10, which was determined by the IG /I2D ratio from Raman spectra and the observation of
HRTEM. The ID /IG ratio revealed that the graphene at the grain region of Ni–P–H had large
grain size, while that at the grain boundary contained slight defects and had smaller grain size
because there were more nucleation sites there.
The corrosion resistance of Ni–P–G is more than two times higher than that of Ni–P and Ni–P–H,
displaying a higher Rp around 6.09 × 104 Ω·cm2 , a lower CPEdl , and a lower corrosion rate of
0.011 mm/year, which is ascribed to the impermeable and inert ionic barrier of graphene on the
surface. Graphene also reduced the corrosion tendency of Ni–P–G by shifting its surface potential.

This research demonstrated the feasibility of growing graphene on the surface of electroless Ni–P
coating as a protective, anticorrosive barrier, and the potential to prepare graphene on most metals
and alloys indirectly.
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