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Abstract: Modifications of the packaging paper surface play an important role in a variety of industries,
especially in the food sector. Uncoated paper has poor water and oil barrier properties due to its
porous structure. In this study, packaging paper was successfully coated with six different coating
solutions containing combinations of chitosan, zein and rosemary essential oil. The chitosan and zein
were actually coated in two layers; the mixed chitosan–rosemary oil and the mixed zein–rosemary
oil were each applied as one layer to the paper. The results showed increased oil barrier properties
in the papers coated with mixed zein–rosemary oil and reduced water permeability in the papers
coated with the chitosan–rosemary oil coating solution. The result of this two-layer coating showed
excellent water (Cobb60 value of 2.18 g/m2 ) and oil barrier properties. All the coated papers showed
a high thermal stability, especially those coated with chitosan, zein and rosemary oil layer by layer.
Scanning electron microscopy was used to verify the surface differences of the coated papers, such as
the closed structure, pores and smoother surface, especially in the layer-wise coated samples. Due to
their good mechanical and chemical properties, coated papers with rosemary oil can be used in many
applications, possibly also in the field of repellents.
Keywords: dual layer; rosemary oil; absorptiveness; thermogravimetric analysis; properties

1. Introduction
Packaging paper plays an important role in many industrial sectors. In general, packaging paper
can be exposed to many external environmental influences such as humidity, temperature, stress,
forces, pressure and chemical impacts. [1,2]. Therefore, modifications of the paper surface play an
important role in a variety of industries. Namely, unmodified paper has poor water and oil resistance
due to its porous structure and the presence of hydroxyl groups [1,2]. There are also lower tensile
properties as well as tearing and bending strengths, which are important for packaging production.
Lamination and coatings usually enhance the paper properties. In recent years, many researchers have
carried out applications with bio-based coatings to achieve adequate paper properties [3–6]. In the
last decade, new technologies for food packaging have come forth, including active packaging among
the most promising innovations. It consists in incorporating active compounds into the packaging
material, which are useful for food protection as well as in terms of antioxidant and/or antimicrobial
activity. Recently, polysaccharides have become widely used as coating solutions, including chitin,
chitosan and starches. The availability on the market and great properties such as non-toxicity, gas,
aroma and grease barriers make it possible to use these materials in many applications [7]. On the
other hand, polysaccharides have low hydrophilicity and thus limited use in materials where water
vapour barriers are of the utmost importance [8,9].
Chitosan, a non-toxic and widely used polysaccharide, is obtained through the deacetylation of
chitin [8]. Due to its properties such as high crystallinity and hydrogen bonding between molecular
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chains with high oxygen properties, it has aroused interest in food packaging for edible films and
coatings [9–12]. One of the advantages of chitosan is its high grease barrier properties, which are
due to its positive charge at the amino group under acidic conditions, as it binds negatively charged
molecules [8]. For its good barrier properties (antimicrobial, mechanical, against grease, oxygen)
chitosan coatings can also be used as a barrier in packaging [11–14]. In several chitosan coatings,
additional biopolymers have been added to achieve hydrophobic properties of the substrate [14–17].
Zein is a biodegradable polymer obtained from corn waste. Due to its molecular structure, zein
has a good resistance to water but poor resistance to grease [18]. Many authors have improved zein
paper coatings or packaging films with additional additives like orange peel oil, tea extract powder,
Zataria multiflora Boiss., essential oil, tannic acid, etc. [19–22]. Interest is growing in incorporating
antioxidant and antimicrobial agents into zein coatings or films to produce functional films for food
applications [23]. Gagon et al. presented the fabrication of polypropylene packaging material with
zein to improve antimicrobial properties [23].
Chitosan and zein have mostly been used separately in the coating industry, but there are only
few studies with a combination of the mentioned components [24–26].
On the other hand, there is a wide range of research on applications and the use of essential
oils in paper coatings to obtain antimicrobial, repellent and oil-resistant materials [21,27–31]. Some
studies have shown that essential oils should have a high potential as natural pesticides [32–34]. A few
examples of studies have shown that rosemary essential oil has been effectively used in packaging
materials as a natural insecticide (repellent, digestive, growth retardant) [35–38].
Abdollahi et al. studied the changes of the water vapour properties of chitosan film with
incorporated rosemary essential oil [39]. The amount of 1.5% v/v rosemary oil was sufficient to increase
the hydrophobicity of chitosan–rosemary packaging film. The antioxidant and antimicrobial properties
of the essential oils are attributed to the phenolic compounds, which cause the reduction of the lipid
oxidation and microorganisms growth in food, which was confirmed by Siripatrawan et al. [40]. Pires
et al. successfully developed chitosan/montmorillonite bionanocomposites incorporated with rosemary
essential oil [41]. They proved that the novel active packaging was appropriate for the packaging of
the fresh poultry meat. On the other hand, Licciardello et al. showed potential in terms of the repellent
activities of packaging films coated with rosemary oil, against the red flour beetle [35,42].
The literature shows no record of previous research based on dual layer chitosan and mixtures of
Zein–rosemary oil as paper coatings.
The aim of our study was to evaluate the effect of rosemary oil in bilayer paper coating with the
addition of chitosan and zein. In addition, the influence of different combinations of biopolymers on
the mechanical and physical properties of coated papers was determined. Our research was focused on
the influence of all three components, which has a great influence on the coatings industry, had great
water and oil barrier properties and could be used in the packaging field.
2. Materials and Methods
2.1. Materials
Chitosan (molecular weight 20 kDa, deacetylation degree < 85%), was obtained from Sigma
Aldrich (St. Louis, MO, USA). Acetic acid (98%), ethanol (95%) and zein (from maize; with molecular
weight 20 kDa) were obtained from Sigma Aldrich. Rosemary essential oil (Rosemarinus officinalis L.)
was purchased from Merck (Darmstadt, Germany). All the chemicals used were of analytical grade.
In the research, an uncoated paper sample with specified grammage 80 g/m2 was used [7].
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2.2. Coating Solutions and Procedures
2.2.1. Coating Solutions
Firstly, all the solutions were prepared separately and afterwards layer-by layer coating
was applied.
Chitosan solution was prepared by dissolving 2 g of chitosan in 100 mL of 2% acetic acid and then
adding the 50 mL of glycerol. The solution was then mixed for 10 min at a stirring speed of 800 rpm (at
85 ◦ C). After stirring, it was cooled down to the temperature of 23 ◦ C.
The zein solution was prepared by dissolving 30 g of zein powder (30%, w/v) in ethanol/water
(85%/15%, v/v) to a total volume of 100 mL. The solution was mixed for 5 h, at room temperature, and
stirred at a speed of 800 rpm. Before use, the solution was stirred for another 20 min.
The appropriate amounts of rosemary essential oil were added to the solution, to reach a final
concentration of 1.5% v/v, on the basis of the chitosan-prepared solution. The solution was homogenized
with an Ultra-Turrax (IKA T25-Digital Ultra-Turrax, Staufen, Germany) at 5000 rpm for 3 min.
The same procedure was performed for the zein solution with the rosemary essential oil.
2.2.2. The Coating Procedure
After the solutions were prepared, the coatings were applied with a coater (K-Coater K101,
RK PrintCoat Instruments Ltd, Litlington, Royston, UK) on the paper samples in an MD direction.
This machine used standard wire-wound bars to produce a uniform and repeatable coating. The
samples were coated on a coating table at an ambient temperature using a 120 µm blade. The coated
samples were then dried (at 40 ◦ C for 10 min). A 5 g/m2 of coating was applied to each paper.
Grammage (g/m2 ) was obtained by subtracting from the weight of a defined area of coated paper, the
weight of the same size area of the uncoated paper.
The Coating Procedure at Dual Layer Coatings
When the first layer was applied to the paper, the coated sample was dried (40 ◦ C for 10 min).
After that the second layer of coating was applied the same drying procedure followed.
The paper sheets were coated using four variations of different coating mixtures and the analysed
samples in the research were:
(1)
(2)
(3)
(4)
(5)
(6)
(7)

Uncoated paper (U);
Chitosan (first layer) and zein (second layer) in the layer-by-layer coating procedure (CZ)
(ratio 1:1);
Blend of zein and rosemary oil coating on paper (one layer) (ZR);
Blend of chitosan and rosemary oil coting on paper (one layer) (CR);
Chitosan (first layer) and blend of zein and rosemary oil (second layer) in the layer-by-layer
coating procedure (CZR) (ratio 1:1);
Paper with chitosan alone in one layer (C);
Paper with zein alone in one layer (Z).

2.3. Analysis of the Papers
2.3.1. Basic Properties
To determine the amount of coating on the paper, the basis weight (grammage) was determined
according to the standard ISO 536:2012 [43]. The standards defined the analysis of 10 samples,
which should be cut to a size of 10 cm × 10 cm and weighed.
The thickness of the samples was determined with a digital micrometre Mitutoyo Corporation,
Kanagawa, Japan, to an accuracy of 0.0001 µm. The measurements of the samples were performed at
10 random locations on each sample. The density and specific surface area were calculated according
to standard ISO 534:2011 [44].
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2.3.2. Moisture Content, Absorptiveness and Water Vapour Permeability
The moisture content was determined at ISO 287:2017 [45]. The weight loss after drying in a
laboratory oven at 105 ± 1 ◦ C for the weight of each paper sample (5 replicates) was measured.
Absorptiveness was measured as described in standard ISO 535:2014 [46]. A 100 mL quantity of
water was in contact with the paper for 60 s (10 samples) and the weight differences were compared.
The water vapour permeability (WVP) was determined as described in standard ISO 2528 [47].
The test cups were filled with water and a single sample was placed between the cup and the ring lid
of each cup. The samples (three parallels) with the exposed area of 50 cm2 were tested at 90% ± 2% RH
and 38 ± 2 ◦ C for 24 h.
2.3.3. Grease Resistance
Grease resistance was performed according to the modified TAPPI test T-507. A (10 cm × 10 cm)
sample of blotter paper was saturated with vegetable oil that had been dyed red using Oil Red O
(Sigma Aldrich). A dyed blotting paper square was placed on each paper sample. A clean sheet of
blotting paper was then placed under each paper sample to absorb the oil that had penetrated the
sample. The stacks of samples were placed between 2 pressure blocks made of smooth plastic sheets
weighing 720 g each and then tested at a room temperature of 23 ◦ C and a RH of 50% ± 5%. The coated
and uncoated samples were tested every hour for a full 8 h. The area of the blotters dyed with oil
was determined using a dot-count method. Smaller stains per hour on coated paper showed a higher
grease resistance.
2.3.4. Mechanical Properties
Tensile strength (TS) and the elongation at break (E) of papers were analysed in the standard
atmosphere at 23 ◦ C of temperature and 50% of relative humidity on a tensile testing machine Instron
6022 (Norwood, MA, USA). The cross-speed head was 0.15 mm/s and the paper stripes of 18 cm in
length and 1.5 cm in width (in machine-MD and cross-CD direction) were used.
After measuring the tensile strength, the tensile index was calculated. The tensile index is the
tensile strength divided by the basis weight, and the unit is kN·m/g.
The bending resistance was determined as described in the standard TAPPI T511 [48]. Specimen
preload was 1000 g, where 175 bending/minute proceeded.
Bursting strength was determined according to the standard method EN ISO 13938/2:2019 [49]
and ten replicas per sample were done. The pressure exerted by a rubber membrane with a diameter
of 30.5 mm increased continuously until the sample broke.
Tear resistance was processed as described in standard ISO 1974:2012 ([50], Elmendorf method,
at 23 ◦ C and 50% RH). Tear resistance was determined in mN, as the force required to tear a sample
after a cut was already started (MD and CD directions). If the tensile strength is normalised in relation
to the basis weight, the tensile index can be calculated and the unit is mN·m2 /g.
2.3.5. Thermogravimetric Analysis (TGA)
Thermogravimetric analysis (TGA) test was carried out with a thermogravimetric analyser (Mettler
Toledo, Columbus, OH, USA). All the analysed samples with a weight around 5–10 mg were heated
under dynamic mode, in N2 atmosphere, at a flow rate of 40 mL/min from 30 to 600 ◦ C. The heating
rate was 10 ◦ C/min (low rate 50 mL·min−1 ) in order to prevent any thermoxidative degradation.
2.3.6. Surface Properties—Scanning Electron Microscope (SEM)
Surface properties were analysed with a scanning electron microscope (JSM-6060 LV, JEOL, Tokyo,
Japan). The instrument operated at 10 kV and at the magnification 500×.
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2.3.7. Statistics
The results for the grammage, thickness, density and the specific surface volume are presented as
a mean ± standard deviation. An analysis of variance (ANOVA) was performed.
3. Results and Discussion
3.1. Basic Properties
The basic properties (grammage, thickness, density and specific surface volume) of the analysed
samples are shown in Table 1. The grammage, caliper and moisture profiles in the cross and machine
directions have an enormous influence on the coating results. Grammage and thickness have an
influence on the tensile properties of the paper. The thickness also influences the bending and tearing
stiffness of the paper. The results show that 5 g/m2 coating was successfully applied to the samples.
Table 1. Determination of the basic properties of uncoated (U), chitosan and zein coated (CZ), blend
zein and rosemary oil coated (ZR), blend chitosan and rosemary oil coated (CR), chitosan and blend
zein and rosemary oil coated (CZR), pure chitosan in one layer coated (C) and the pure zein in one
layer coated (Z) paper samples.
Sample

Grammage
(m/g2 )

Thickness
(µm)

Density
(kg/m3 )

Specific Surface Volume
(m3 /kg)

U
CZ
ZR
CR
CZR
C
Z

80 ± 0.02
85 ± 0.03
85 ± 0.02
85 ± 0.01
85 ± 0.03
85 ± 0.03
85 ± 0.02

121 ± 0.5 a
124 ± 12 a
123 ± 1 a
123 ± 0.5 a
124 ± 1 a
124 ± 2 a
124 ± 1 a

661.57 ± 0.4
685.48 ± 1.0
691.06 ± 0.5
691.06 ± 0.7
685.48 ± 1.1
691.06 ± 1.0
691.06 ± 0.9

0.00151 ± 0.0002
0.00146 ± 0.0003
0.00145 ± 0.0002
0.00145 ± 0.0002
0.00146 ± 0.0001
0.0145 ± 0.0001
0.0145 ± 0.0001

a

Means of ten replicates ± standard deviation.

In order to develop both water- and oil-resistant paper, a two-layer paper coating (CZR) was
developed, which was also biodegradable. The chitosan, as the first layer, was in fact completely
biodegradable. The second layer used was a zein coating with an enclosed essential oil, which is a
product derived from corn, which is biodegradable and food safe. No differences in the thickness were
found between the samples.
3.2. Moisture, Water and Grease Barrier Properties
Uncoated paper has a hydrophilic nature and due to its porous structure, it has a high capability of
water and moisture uptake. To analyse the hydrophilic/hydrophobic properties of the paper coatings,
moisture, water absorptiveness and water vapour permeability were determined (Figure 1).
As expected, the worst water barrier properties were found in the uncoated paper. For the coated
paper, the best moisture, Cobb and WVP values were found for the CRZ sample paper. The goal of
our research was to make the paper water- and oil- resistant, which was successfully achieved by a
layer-by-layer CRZ coating. The coating with the first chitosan and the top zein layer with essential
oil actually contributed to the hydrophobicity and hydrophilicity. The zein layer was applied to
the top of the paper because of its hydrophobic nature and therefore water could not penetrate the
paper. The chitosan layer was chosen as the first layer on the paper because of its hydrophilic and
oleophobic properties.
From the results we predicted that when exposed to the oil, the coating partially passed through
the zein layer but not the chitosan layer due to the rosemary oil. Zein is rich in nonpolar amino acids,
which contributed to the water insolubility and improved the water vapour permeability of films and
coatings [43]. The highest moisture content, absorbency and WVP were found for the uncoated sample.
The neat chitosan paper coating had a WVP of about 510 g/m2 ·24 h, but high WVP was observed in the
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chitosan film containing rosemary essential oil. Still, this enhancement in water passing through the
film could be related to the cracked structure that was caused by the essential oil, as also proved by
Abdollahi et al. [39]. Water vapour transfer could generally be affected by the hydrophilic part of the
film and depends on the hydrophilic–hydrophobic ratio of the film components [51].
While the water barriers were higher on the chitosan and zein double coating due to the added
zein, the WVP results showed low water vapour permeability in the coated samples, with the CZR
sample being the lowest (254 g/m2 ·24 h).

Figure 1. Moisture, absorptiveness, water vapour permeability (WVP) of the uncoated (U), chitosan
and zein coated (CZ), blend zein and rosemary oil coated (ZR), blend chitosan and rosemary oil coated
(CR), chitosan and blend zein and rosemary oil coated (CZR), pure chitosan in one layer coated (C) and
the pure zein in one layer coated (Z) paper.

As shown in Figures 1 and 2, the CZR sample paper showed remarkable water and oil resistance.
Zein–rosemary oil (ZR) coated paper had a poorer oil resistance compared to the chitosan–rosemary
oil (CR) and the dual chitosan–zein (CZ) coated papers. Paper coated with only zein coating showed
poorer oil resistance (46% area stained in 8 h), which was the worst among the coated papers. These
results proved the poor oil barrier properties of the zein coating. However, the papers coated with the
addition of rosemary essential oil and chitosan showed better oil barrier properties.
As mentioned above, the CZR sample paper had a high oil resistance, which means that the oil
partially passed through the zein layer, while the lower chitosan layer prevented the oil from passing
through the paper substrate.
3.3. Mechanical Properties
Since paper is considered to be an anisotropic material because the fibres in the paper machine are
aligned in the running direction (MD direction) and transverse to the fibre orientation, the so-called
CD cross direction, tests were carried out in both directions. To guarantee a good runnability of paper
web through the whole papermaking process, different strength properties were needed. Because base
paper is wetted in the coating procedure, a good strength is required. The fibres and the fibre layers are
connected by fibre bonds, which transmit shear forces and other network loads. The amount and size
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of the fibre bonds depends on the internal fibrillation, which also influences fibre swelling, elongation
and flexibility [52]. The tensile-elongation behaviour depends on the moisture content of the paper.
Namely, tensile strength increases, but the tear and elongation are reduced when the paper is dried.

Figure 2. Grease resistance of the uncoated (U), chitosan and zein coated (CZ), blend zein and rosemary
oil coated (ZR), blend chitosan and rosemary oil coated (CR), chitosan and blend zein and rosemary oil
coated (CZR), pure chitosan in one layer coated (C) and the pure zein in one layer coated (Z) paper.

Polysaccharides blend with other polymers, in varying proportions, and also improve the tensile
properties. Tensile strength and elongation at break are very important in packaging materials due to
the transport and handling of the products. The combination of chitosan, rosemary oil and zein had
the highest value of TS and E compared to other coating combinations (Table 2). This indicated that the
combination as a two-layer composition of the coating caused the structural change and the polymer
matrix to become stiff and flexible, but not as predicted. Tensile strength and elongation increased
slightly in all papers in both directions. This is also due to the interface of the coating materials with
the molecular interactions between the fibres.
Bursting strength as well as bending and tear resistance were the highest for the dual layer of the
CZR sample paper. The bursting strength was higher for 182 kPa, compared to the uncoated sample
and 139 kPa higher compared to the dual chitosan–zein coated paper. The sample CR had higher
mechanical properties, indicating that chitosan with rosemary oil coating increased the stiffness of
the paper. At only the pure chitosan and the pure zein coated samples were the improved tensile
properties determined according to the uncoated sample. Compared to the other coated samples, the
tensile properties of these two pure coatings were lower. In general, dual layer coating had an effect
on the tensile strength of the paper, but it was equally drastic, compared to the other coated samples.
The exception was the CZR dual coated paper which had the highest values.
The tensile and tear indices in the MD (Figure 3) and the CD (Figure 4) directions were determined
for all samples. Due to the anisotropic properties of the paper, the tensile and tear indices for the
samples were higher in the MD direction than in the CD direction. The CZR coated paper had the
highest tensile and tear indices in both directions. As expected, the lowest indices were for the uncoated
sample in both directions. Compared to other coated samples, pure chitosan and pure zein samples
had the lowest indices.
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Table 2. Tensile strength (TS), elongation (E), bursting strength, bending and tear resistance in the cross
direction (CD) and machine direction (MD) of the uncoated (U), chitosan and zein coated (CZ), blend
zein and rosemary oil coated (ZR), blend chitosan and rosemary oil coated (CR), chitosan, blend zein
and rosemary oil coated (CZR), pure chitosan in one layer coated (C) and the pure zein in one layer
coated (Z) paper.
Sample
U
CZ
ZR
CR
CZR
C
Z

Bending Resistance
(No. of Bendings)

Tear Resistance
(mN)

MD

CD

MD

CD

MD

CD

MD

CD

Bursting
Strength
(kPa)

25 ± 0.5
34 ± 1.1
33 ± 0.9
36 ± 1.3
44 ± 1.2
31 ± 1.1
30 ± 1.0

58 ± 0.7
63 ± 0.8
64 ± 1.1
69 ± 0.6
75 ± 0.7
63 ± 0.5
62 ± 0.4

3.7 ± 0.2
5.0 ± 0.3
5.2 ± 0.5
5.4 ± 0.2
7.1 ± 0.6
4.0 ± 0.2
3.9 ± 0.3

2.0 ± 0.7
3.8 ± 0.3
3.9 ± 0.4
4.1 ± 0.6
6.0 ± 0.1
2.4 ± 0.3
2.2 ± 0.3

890 ± 9
2097 ± 5
2104 ± 3
2125 ± 7
2517 ± 8
3108 ± 8
2915 ± 4

1084 ± 0.5
4314 ± 2
5716 ± 5
5759 ± 8
5843 ± 9
5239 ± 7
4894 ± 4

315 ± 1
382 ± 2
389 ± 2
392 ± 4
490 ± 3
345 ± 2
331 ± 2

463 ± 1
506 ± 2
537 ± 0.5
544 ± 6
637 ± 4
533 ± 4
527 ± 1

307 ± 1
350 ± 1
353 ± 2
362 ± 1
489 ± 3
362 ± 2
358 ± 2

TS (MPa)

E (%)

Figure 3. Tensile and tear indices for the uncoated (U), chitosan and zein coated (CZ), blend zein and
rosemary oil coated (ZR), blend chitosan and rosemary oil coated (CR), chitosan and blend zein and
rosemary oil coated (CZR) paper, pure chitosan in one layer coated (C) and the pure zein in one layer
coated (Z) paper in the MD direction.

Figure 4. Tensile and tear indices for the uncoated (U), chitosan and zein coated (CZ), blend zein
and rosemary oil coated (ZR), blend chitosan and rosemary oil coated (CR), chitosan, blend zein and
rosemary oil coated (CZR) paper, pure chitosan in one layer coated (C) and the pure zein in one layer
coated (Z) paper in the CD direction.
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From this it can be concluded that the CZR sample is suitable as a packaging material as it can
absorb the normal stresses that can occur during application, transport and use.
3.4. Thermogravimetric Analysis (TGA)
The thermogravimetric curves of uncoated and coated papers are presented in Figure 5. The initial
weight loss for the uncoated paper was observed between 250 and 350 ◦ C. Thermal analysis showed
an improvement in thermal stability for a dual layer of CZR paper coating, compared to the blended
chitosan–rosemary and zein–rosemary coating. Moreover, the whole weight loss for the uncoated
paper could be divided into three stages. In the first stage, in the range of 0–100 ◦ C, it could be
attributed to the loss of water from the surface. The second weight loss was observed around 350 ◦ C.
In the samples with rosemary oil (CR and ZR) the second stage was around 100–200 ◦ C and showed
less weight loss. Finally the coated samples showed the third weight loss in the range between 250 and
400 ◦ C. In samples with added chitosan (CZ, CR, C), this was due to the degradation of the chitosan
polymer chain, which could be due to the removal of the acetic acid used in the chitosan solution [53].

Figure 5. Thermogravimetric analysis (TGA) curves of the uncoated (U), chitosan and zein coated (CZ),
blend zein and rosemary oil coated (ZR), blend chitosan and rosemary oil coated (CR), chitosan and
blend zein, rosemary oil coated (CZR), pure chitosan in one layer coated (C) and the pure zein in one
layer coated (Z) paper.

At coatings with added zein, two weight loss regions occurred. The first one occurred in the
range of 100–200 ◦ C due to water loss and the second one occurred around 400 ◦ C. The incorporation
of rosemary essential oil in the polymer matrix led to a two-step degradation process. The first
degradation step was between 70 and 190 ◦ C, corresponded to the degradation of rosemary oil [46].
The small weight loss during the first step (10–20 ◦ C) might be due to the gradual evaporation of
essential oil moisture [54].
At the dual layer sample (CZR), no weight loss was observed below 400 ◦ C, which indicates that
the dual layer coated paper is thermally stable and could be used for further packaging application
(for example oven).
3.5. SEM
To explore and understand the morphology and behaviour at the microscopic level, the samples
were analysed by a scanning electron microscope. The micrographs of the uncoated and coated papers

Coatings 2020, 10, 497

10 of 13

are presented in Figure 6. All the figures show the paper surface and coatings at 500× magnification
and 10 kV voltage. The images confirm the statements about the objectives of coating.

Figure 6. SEM micrographs of the uncoated (a), chitosan and zein coated (b), blend zein and rosemary
oil coated (c), blend chitosan and rosemary oil coated (d), chitosan and blend zein and rosemary oil
coated (e), pure chitosan in one layer coated (f) and the pure zein in one layer coated (g) paper, at
magnification 500×.

The surface properties of the coated papers correspond to the changes in mechanical, water and
oil resistance. The absorption, thickness, moisture and roughness of uncoated paper have a great
influence on the properties of the coatings. A good fibre coverage translates into the coated paper’s
smoothness. If the coating weight distribution is uneven, many properties can deteriorate after coating,
which can affect the printing process (uneven print image and mottling).
From the micrographs, it is clear that the dual CRZ and CZ samples had a lower surface roughness,
that they were smoother and no pores were observed. From the SEM micrographs it is clearly visible
that the layered coating has a more uniform surface, which provides a lower moisture content and thus
absorption capacity. It also has an influence on water vapour permeability and grease resistance. These
results are consistent with the changes in the mechanical and water barrier properties of the coated
samples. The figures also show that the chitosan content of the composite filled the surface and closed
the pores compared to the other coated samples. As the number of layers increased, an increasingly
continuous morphology and smooth surface coverage of the fibres was observed.
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4. Conclusions
A detailed characterisation of the different bio-based paper coatings was carried out.
We successfully developed new mixtures of coatings with zein, chitosan and rosemary essential oil.
The data of the WVP showed that the addition of the rosemary oil to the coating solutions had
a good effect on the water and the oil barrier properties. The results showed increased oil barrier
properties in the papers coated with the zein–rosemary oil coating. Reduced water permeability in the
papers coated with chitosan–rosemary oil coating solution was determined.
All the coated papers showed a high thermal stability, especially the papers coated layer-by-layer
with chitosan, zein and rosemary oil solution. At the same time, the tensile properties increased, even
more so with the two-layer coatings. The greatest structural change was induced by the composition of
the two-layer coating in the CZR and CZ-coated papers, which promoted the closing of the structure
and pore sizes.
The double coating with rosemary essential oil could also be a good example as a repellent active
packaging material. Zein, however, is water-repellent but laces oil resistance and on the other hand
there is chitosan with opposite properties.
With the addition of the essential oil, we assume that coated paper could be used as a natural
repellent. In the future, the effect of the analysed dual coating against insect infestation will be analysed.
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