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Abstract: Polymer/surfactant mixtures have a wide range of industrial and technological applications,
one of them being the use in microencapsulation and emulsion stabilization processes. These mixtures
are able to form adsorption layers at the surface of oil droplets and so affect the emulsion stability,
which depends on the polyelectrolyte/surfactant nature, concentrations ratio, method of the
emulsification, etc. Polyelectrolytes alone show low surface activity in contrast to surfactants,
which adsorb at the water/oil interface, making the droplets charged, but they are insufficient
to stabilize emulsions. When an oppositely-charged polymer is added to the surfactant solution,
a steric barrier is formed, which prevents coalescence and enhances the stability. The present review
is devoted to the recent studies of the use of polymer/surfactant mixtures for the encapsulation
of active ingredients and stabilization of single and double emulsions. Active ingredients are
added to the oil phase prior to emulsification so that any subsequent dissolution of the core,
like in other encapsulation protocols, can be omitted. By measuring the interfacial tension and
dilational rheology it is possible to find optimum conditions for the emulsion formation and hence
for encapsulation. Therefore, such systems have become a prominent approach for the encapsulation
of active ingredients.
Keywords: polyelectrolyte/surfactant mixtures; encapsulation; O/W; W/O and W/O/W emulsions;
complex formation; interfacial tension; dilational rheology

1. Introduction
Polymer/surfactant mixtures (PS) have a wide range of industrial and technological applications
and their specific behavior was studied at liquid/gas [1–15], liquid/liquid [16–27], and liquid/solid
interfaces [28–30]. In particular, this is clearly seen in metastable micrometer and sub-micrometer
heterogenous disperse systems, such as foams [26,31–33], emulsions [22,23,33–35], and dispersions [36–38].
Among them, emulsions stabilized by PS mixtures for microencapsulation of a variety of volatile
components, such as perfumes or flavors, in a wide range of applications in home and personal care
products, cosmetics, foods, and pharmaceuticals, are a potentially promising route [35].
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Due to the electrostatic interaction with oppositely charged ionic surfactants, polyelectrolytes
can form complexes which modify the interfacial properties and affect the emulsion stability [17–19].
By changing the PS concentrations ratio, it is possible to change the emulsion droplets’ charge which is
important for the further steps of the encapsulation procedure.
Despite the large number of systematic studies and reviews of the behavior of PS mixtures at the
interfaces and in the bulk [1,2,20,21,26,27,33,39] to the best of our knowledge there is no review of the
use of PS mixtures for encapsulation. In the present paper we will review the recent state of the art in
encapsulation of active ingredients by single and double emulsions stabilized by PS mixtures.
2. Emulsion Stabilization by Polymers and Surfactants: Interfacial Tension and Dilational
Rheology of PS Mixtures at Water/Oil Interface as Key Properties
For the formation of emulsions, mixed PS systems have been intensively studied at different
interfaces [4,13,17,27,40,41]. They have an ability to form adsorption layers at the surface of oil droplets
and so affect the emulsion stability and, hence, create the possibility to be used as liquid template
particles for a further shell formation and finally for the encapsulation of active ingredients [34,35,39,42].
The other important point is that depending on the concentration ratio of the PS mixture, the charge
of the initial emulsion droplets can be precisely adjusted, enabling an alternate polyelectrolyte
deposition. Thus, the necessity of the core dissolution step, as required in other encapsulation protocols,
can be omitted.
Studies of the formation dynamics of mixed PS adsorption layers are essential for the
understanding of emulsions, the stability of which depends on the strength and elasticity of adsorption
layers thin liquid films. Polyelectrolytes, alone, show low surface activity in contrast to surfactants,
which adsorb at the water/oil interface, making the droplets charged, but they do not sufficiently
stabilize the emulsion. However, the addition even of small amounts of oppositely charged surfactants
to the polymer leads to a sharp decrease in the interfacial tension at the water/oil interface [16,17,19].
The properties and structure of these complexes depend on the molecular characteristics of both the
polymer and surfactant [43–45]. The addition of an oppositely charged polymer forms also an extended
steric barrier, which prevents coalescence and, hence, enhances stability.
Due to the electrostatic interaction between the oppositely charged polyelectrolyte and surfactant
molecules, associates (complexes) with stronger interfacial activity are formed [16], whose attractive
features can be exploited in the context of emulsion formation and stability. Obviously, the formation of
these complexes results in the strong changes in the interfacial tension and in the dilational rheological
properties of this interface.
For the formation of a stable emulsion, not only water-soluble polymers and surfactants [21,22,24,28],
but also water-soluble polymers and oil soluble surfactants can be used [23]. Previously, the impact
of the surface complex formation in sodium dodecyl sulfate (SDS)/poly(allylamine hydrochloride)
(PAH) mixtures at the hexane/water interface was observed using the measurements of the interfacial
tension and dilational rheological properties. A minimum in the interfacial tension and a corresponding
maximum in the dilational elasticity were attributed to the formation of larger aggregates and their
precipitation [16,17,27]. Synergistic effects in the interfacial tension at the water/air and water/oil
interfaces in water soluble poly(acrylamide)–surfactant mixtures due to the PS interactions that were
also observed in [28].
Alvarez et al. [22] obtained stable oil-in-water (O/W) emulsions (with dodecane and hexadecane)
for mixtures of the nonionic surfactant C12 E4 (tetraethylene glycol monododecyl ether) and an anionic
polyelectrolyte—a hydrophobically-modified poly(sodium acrylate). The enhanced stability was
attributed to the formation of PS complexes leading to a viscoelastic interfacial adsorption layer.
To obtain such a layer, and consequently a stable emulsion, different parameters can be varied, such as
the surfactant chain length, addition of electrolyte, change in pH, etc. [16,17,27,39,46].
Interfacial tension and dilational elasticity are properties which allow for understanding the
formation and stability of emulsions. Therefore, such types of experiments are very important as
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additional investigations for a dedicated design of emulsions. The measured values of PAH solutions
with added alkyl sulfates of different alkyl chain lengths show different mechanisms of adsorption
controlled by free surfactant molecules in competition with the PAH/alkyl sulfate complexes at the
interface [27]. The difference in the structure of the polycomplexes which changes from a densely
packed, particle-like object to a bulky, or even fluffy, associate for large radicals can affect the physical
and mechanical characteristics of the interfacial adsorption layers [27].
Emulsion stabilities of two different polyelectrolyte/surfactant mixtures, SDS/polydimethyl
diallyl ammonium chloride (poly-DMDAAC) and SDS/polyethylene glycol (PEI), were studied in [35].
It was shown that, for SDS/PEI, the adsorption did not depend on pH and increasing PEI concentration,
For SDS/poly-DMDAAC mixtures, the adsorption increased with increasing polymer concentration.
The regions of emulsion stability are at both high and low polymer concentrations, leading to the
instabilities arising in the regions of low or zero surface charge [16,35].
By measuring the interfacial tension between the liquid phases it is possible to calculate spreading
coefficients [47–51], which can give information about the starting point of the capsule formation,
to predict the ultimate capsule morphology, as the spreading coefficients are calculated from both
the interfacial tensions of the three phases present in the final capsule, core oil, solid PMMA and
surfactant solution, and the interfacial tensions for the three phases when the polymer is dissolved in
dichlormethane (DCM) [48]. It was found that single chain surfactants give core-shell capsules albeit
at higher yields.
Stable O/W emulsions can be obtained by using of oil soluble surfactant, hexadecyl amine,
and a high molecular weight (MW) water soluble poly(acrylic acid) [23]. The surfactant adsorbs at
the O/W interface, making the droplets positively charged, but it is unable to stabilize the emulsion.
Adsorption of a negatively-charged polymer forms a steric barrier, which prevents coalescence and
enhances stability [23].
In studies on the surfactant mixed surfactant adsorption at the O/W interface it was shown that
for well-defined and stable emulsion droplets that a small angle neutron scattering can be used to
determine the adsorbed amounts, compositions, and structure [52]. This approach was also applied to
surfactant mixtures on water-in-oil (W/O) emulsion droplets in [53]. Force measurements between
emulsion droplets of the weakly interacting poly(vinyl alcohol) (PVA)/surfactant complexes formed at
the interface were studied in [54,55]. The addition of SDS to the emulsions sterically stabilized by the
PVA resulted in an increase in the repulsive force, which was attributed to a stretching of the polymer
in a polyelectrolyte-like behavior due to the SDS adsorption onto the polymer [54,55].
3. Encapsulation Processes
3.1. Encapsulation of Active Ingredients Using O/W Emulsion Stabilized by Surfactants and Polymers
Petrovic et al. [34] have demonstrated for the first time the potential of PS mixtures in
microencapsulation. The influence of interactions between hydroxypropylmethyl cellulose (HPMC)
and the anionic surfactant sodium dodecylsulfate (SDS) on the properties of 20% w/w sunflower
oil-in-water (O/W) emulsions and the microcapsules prepared on this basis by spray drying were
investigated in [34] (Figure 1).
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Figure 1. Amount of oil extracted from microcapsules obtained from 20% w/w sunflower oil/water
Figure 1. Amount of oil extracted from microcapsules obtained from 20% w/w sunflower oil/water
emulsions in 1.00% w/w HPMC containing different SDS concentrations; redrawn from [34].
emulsions in 1.00% w/w HPMC containing different SDS concentrations; redrawn from [34].
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In [57] the encapsulation of coriander essential oil in alginate and alginate (Alg)/chitosan (Chi)
microspheres by the emulsification external gelation method was performed. The optimum values of
the corresponding
parameters for the maximum encapsulation efficiency were: wall material
1.5%,
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Alg/Chi ratio 1:2, surfactant concentration 1%, oil concentration 30% and sonication time 15 min.
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3.2. Encapsulation of Active Ingredients by Double W/O/W Emulsions
A second method of preparing microcapsules is the use of double emulsions, which are
“emulsion within an emulsion”, i.e., droplets of one fluid encapsulated inside droplets of another fluid.
The formation process consists of two steps: (1) the formation of W/O emulsion droplets, and (2) the
formation of the final W/O/W emulsion [62–64]. It is known that one surfactant has to have a low
HLB to form the primary W/O emulsion, while the other has to have a higher HLB to facilitate the
secondary emulsification [65,66]. In W/O/W double emulsions, the internal and external aqueous
phases are separated by an oil layer [63].
Several reviews present results on advances in the investigation of many types of pharmaceutical
and biopharmaceutical active components used for preparing microparticles by the double-emulsion
technique and their controlled release [65–73]. The shell fluid can serve as a barrier between the
core droplets and the outer environment. In the double emulsion method, the core droplets can be
loaded with many substances to achieve various functions, such as the encapsulation of pesticides,
nutrients, drugs or antibodies, so, this method shows great potential in many applications [64,74,75].
However, the formulation and stabilization of these structures is still a challenge and much
more difficult than for simple emulsions. The choice of suitable emulsifiers for double emulsions is
crucial for their stability and the emulsifier’s type, concentration, phase ratio, and homogenization
method influence the properties of nano-capsules, such as size, encapsulation efficiency, and drug
release. [63,76].
The use of two different emulsifiers creates one of the most serious difficulties—the competition
between the lipophilic emulsifier solved in the oil and covering the interface between oil droplets and the
inner aqueous droplets, with the hydrophilic emulsifier present in the outer aqueous phase [64,77,78].
Thus, one of the practical problems for the encapsulation of hydrophilic drugs is to get emulsions
which provide stable polyelectrolyte complexes capable of maintaining stability over a wide range of
external conditions (pH, ionic strength, temperature). At the same time, it should easily and reversibly
react on very slight fluctuations leading to changes in the molecular characteristics and the phase state
that promotes a controlled release [65]. The restructuring of the complexes can be carried out in an
environment that is suitable for the functioning of natural polyions (proteins, enzymes, nucleic acids).
It was proposed in [79–84] to use for encapsulation the polymeric drug delivery systems as carriers
based on therapeutic proteins and other macromolecules. The use of biopolymers as hydrophilic
emulsifiers in W/O/W double emulsions is often advantageous.
The authors in [63,85,86] also describe that the droplets in W1/O/W2 double emulsions are
thermodynamically unstable and the formation and stability of double emulsions remains an
actual scientific problem because methods of improving the emulsion stability are key factors
to yield the final microspheres. Unfortunately, the stability will be severely deteriorated with
larger diameters of double-emulsion droplets during the encapsulation and solidification stages.
Thus, the formation and stability of double emulsions have been the focus of numerous studies.
Additionally, the structures of microcapsules should provide a sustainable release while protecting
the material from degradation. However, as described in [87], the conventional techniques such as
solvent evaporation, coacervation and spray-drying methods, can be harmful to the substance being
encapsulated. Thus, the use of biopolymers as hydrophilic emulsifiers in W/O/W double emulsions
often allows to achieve more stable emulsions [64,88–90].
Some works concluded that the combination of surfactants has an enormous importance to
provide stability of double-emulsion droplets. [85,91]. The mechanisms of interaction between
surfactant and polymers chains used in the formation of emulsion were elucidated in [85]. For example,
sucrose as a native carbohydrate mixed with PVA chains, chitosan-alginate microcapsules, and
other poly-complexes can serve as an oral delivery carrier for hydrophilic drugs [82,85,91,92].
Large-sized W1/O/W2 double emulsion droplets with uniform wall thicknesses and diameters were
prepared by adopting the emulsion microencapsulation method. By visually counting the number of
double emulsion droplets online over the observation time, the stability of these droplets solidified in a
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constant rotating flow field can be explored. Combining emulsion kinetics of formation and destruction,
the adsorption characteristics of polymers, surface tension, and rheological properties of the outer
water phase (W2), the influence of surfactant concentration on the stability of double emulsion droplets
was systematically investigated. Moreover, the results show that the stability of the double emulsion
droplets can be improved when the content of surfactants was less than 1.0 wt%. This is probably due
to the proper match between shear forces and surface tension of the W2 phase, and weaker forces were
directed inwards caused by the osmotic pressure in dilute surfactant concentrations.
The amphiphilic character is also important for the stability of emulsion droplets stabilized by a
surfactant in the W2 phase. It was shown by the authors in [85] who selected polyvinyl alcohol (PVA) as
a water-soluble polymer surfactant because of the good water solubility and its amphiphilic character
to maintain the stability of double emulsion droplets. It is necessary to note that adding a second
substance to the W2 phase increases the life-time of these droplets and gives a better understanding
of the mechanism of the emulsion stability. Adjusting the different stripping velocity of the syringe
pump used during emulsification influences the diameter and wall thickness of the droplets [63,85].
Moreover, different emulsification methods were applied to study the influence of homogenization
on the physicochemical characteristics of double emulsions. The obtained double emulsions were
compared in terms of stability and droplet size [63]. It was found that the homogenization method
influences the physiochemical characteristics of the double emulsion and the most stable double
emulsion with the smallest droplet size was obtained by the high-speed homogenization method.
It was also found that the most stable emulsion was produced at high-speed homogenization because
of its influence on the stability size distributions of the primary and secondary emulsion of the final
double emulsion [63,76,91]. In our earlier work, it was found that at an ultrasound amplitude of 35%
the most stable double emulsions with the smallest droplet size were obtained [63], and also the
different volume ratios of the aqueous phase with insulin loaded into the oil phase were studied at
different concentrations of surfactant, time as well as the regime of sonication (pulse or continuous).
The formulation of double emulsions to be used in food and medical systems were studied
and the impact of the W1/O ratios of primary emulsions, and W1/O/W2 ratios of the double
emulsions were investigated [63]. Particle size distribution, stability, encapsulation efficiency
(EE), rheological properties, and morphology of the double-emulsion droplets were studied.
Additionally, the optimum ratio of the liquid phases where double emulsions showed the highest
stability were determined. In all cases, high-speed homogenization was used to produce stable
double emulsions. The formulation parameters (type of biopolymer, type of oil and stabilizer, and its
concentration, volume fraction, and content of internal aqueous phase, time, and regime of mixing),
and oil concentration, surfactant concentration, ratio of W1/O/W, etc., were also considered in [63].
As described above, poly-complexes of chitosan (CS) and xanthan gum showed the potential to
be used for drug delivery systems [63]. Chitosan solutions were investigated at various pH (2.31; 3.97;
5.01; 6.62; 11.42), and the morphology of the resulting emulsions analysed. Stabilization was possible
due to electrostatic interaction with xanthan gum solutions (NH3+ group of chitosan and COO− group
of xanthan). The results confirm that chitosan mixed with xanthan gum can form double emulsions
with a considerably long-term stability. These results testified that the addition of xanthan gum to
chitosan solutions allows to reach process yield efficiencies of 65.6–77.5%.
Rheological and release properties of double microemulsions (containing active ingredients)
prepared with various polyelectrolytes such as angum gum (AG), arabic gum (GA), whey protein,
chitosan, xanthan gum, etc., were investigated in [63,93]. For example, crocin (a bioactive of saffron) is a
highly water-soluble carotenoid with several physiological benefits which is sensitive to environmental
conditions, such as light, oxygen, and pH. In this study, firstly a W1/O microemulsion containing
crocin in the W1 phase was prepared using a spontaneous emulsification method, and then the double
emulsion (W1/O/W2) was prepared with AG in the outer aqueous phase (W2). The resulting double
emulsions were compared with those obtained by means of whey protein concentrate (WPC) and
GA [93]. Emulsions containing AG showed highest viscosity (about 10 times higher) and a gel-like
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behavior comparable to GA with an average droplet size of a W1/O microemulsions of approximately
droplet diameters of 429 and 695 nm, respectively, for 5% added biopolymers. Although the highest
10 nm. In contrast, WPC and GA produced double emulsions with droplet diameters of 429 and
droplet size was observed for AG stabilized emulsions, they showed the lowest creaming and highest
695 nm, respectively, for 5% added biopolymers. Although the highest droplet size was observed
stability which could be attributed to their high viscosity. In terms of a dynamic behavior, for all
for AG stabilized emulsions, they showed the lowest creaming and highest stability which could be
samples the storage modulus G’ was higher than the loss modulus G”. The sizes of droplets correlated
attributed to their high viscosity. In terms of a dynamic behavior, for all samples the storage modulus
with the results described in [63] where we determined nano-particle formulations that showed a low
G’ was higher than the loss modulus G”. The sizes of droplets correlated with the results described
polydispersity index (PdI) ranging from 0.02 to 0.142, and droplet sizes from 202 to 393 d.nm. This
in [63] where we determined nano-particle formulations that showed a low polydispersity index (PdI)
indicates the stability of the obtained emulsions. The outer droplet diameter of the double emulsions
ranging from 0.02 to 0.142, and droplet sizes from 202 to 393 d.nm. This indicates the stability of the
was 695–1250 d.nm.
obtained emulsions. The outer droplet diameter of the double emulsions was 695–1250 d.nm.
The effect of mixtures of CS and poly(D,L-lactic-co-glycolic acid) (PLGA) on the preparation of
The effect of mixtures of CS and poly(D,L-lactic-co-glycolic acid) (PLGA) on the preparation
double emulsions and microcapsules (MC) was investigated in [94]. MCs were prepared by the
of double emulsions and microcapsules (MC) was investigated in [94]. MCs were prepared by the
W/O/W double emulsion method and characterized in terms of morphology, size, encapsulation
W/O/W double emulsion method and characterized in terms of morphology, size, encapsulation
efficiency, and physicochemical and thermal properties. The resulting MCs had a spherical shape and
efficiency, and physicochemical and thermal properties. The resulting MCs had a spherical shape and
different morphology, with sizes ranging from 11 to 20 nm, and encapsulation efficiencies of 40–52%,
different morphology, with sizes ranging from 11 to 20 nm, and encapsulation efficiencies of 40–52%,
depending on the CS concentration. In summary, CS/PLGA MCs can be proposed as an attractive
depending on the CS concentration. In summary, CS/PLGA MCs can be proposed as an attractive
delivery system to control the release and long-term protection of resveratrol (RSV).
delivery system to control the release and long-term protection of resveratrol (RSV).
All the works mentioned here were devoted to microencapsulation and study of release of active
All the works mentioned here were devoted to microencapsulation and study of release of active
ingredients from microcapsules and demonstrated the efficiency of the encapsulation methodology
ingredients from microcapsules and demonstrated the efficiency of the encapsulation methodology
based on the formation of double emulsions. The cumulative release kinetics of insulin from double
based on the formation of double emulsions. The cumulative release kinetics of insulin from double
emulsion microdroplets stabilized by CS is presented in Figure 6. A saline phosphate buffer (PBS)
emulsion microdroplets stabilized by CS is presented in Figure 6. A saline phosphate buffer (PBS)
solution at pH 7.4 was chosen as the release medium for insulin to allow the establishment of sink
solution at pH 7.4 was chosen as the release medium for insulin to allow the establishment of sink
conditions for it [63].
conditions for it [63].
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measuring of interfacial tension and dilational rheology of PS mixtures it was possible to find optimal
conditions for the emulsion stabilization and encapsulation.
Due to their ability to form adsorption layers at the surface of oil droplets because of their
surface activity (low interfacial tension values due to the adsorption of surfactants, steric barrier
due to the polyelectrolyte adsorption, and high dilational elasticity measurements due to the
adsorption of PS complexes) the emulsion stability is enhanced and the use of such systems becomes a
prominent approach for encapsulation. As the active ingredients were added to the oil phase prior
to emulsification, the core dissolution step required in other capsule preparation protocols can be
omitted here.
It was shown that the direct and double emulsions stabilized by PS mixtures have a good
potential to be used for the encapsulation of active ingredients in various fields of application, such as
pharmaceuticals, foods, and cosmetics.
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