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Abstract: Infrared synchrotron radiation (IR-SR) is a broad-band light source. Its brilliance is the main
advantage for microspectroscopy experiments, when the limited size of the sample often prevents the
use of conventional thermal radiation sources. Cultural heritage materials are delicate and valuable;
therefore, nondestructive experiments are usually preferred. Nevertheless, sometimes, small pieces
can be acquired in the process of preservation and conservation. These samples are analyzed
by various experimental techniques and give information about the original material and current
condition. In this paper, four attempts to analyze cultural heritage materials are introduced. All these
experiments are performed at the microspectroscopy station of IR beamline BL43IR in SPring-8.
Keywords: infrared analysis; microspectroscopy; cultural heritage; synchrotron radiation

1. Introduction
Recently, many infrared (IR) beamlines have been in operation in synchrotron facilities around
the world. The IR synchrotron radiation (SR) is emitted from a bending magnet, and it covers a broad
spectral range, from near-IR to THz waves. Owing to the high brilliance of the IR-SR, broad-band
microspectroscopy is the most frequently used technique at the IR beamlines, and scientific studies in
various fields have been conducted. In particular, the low-wavenumber region is important, because
commercial IR microspectroscopy equipment covers down to about 700 cm−1 and does not cover the
lower range in many cases.
IR-SR has been applied to many fields of study, such as physics, chemistry, biology and others.
Cultural heritage is one of the important fields among them. The materials are unique because they
differ depending on the fabricated age, place, creator, material and storage conditions. Therefore, a
nondestructive measurement is required in many cases. Nevertheless, sometimes, small pieces can
be obtained from the cultural heritage for the investigation or in the process of preservation and
conservation. The pieces are analyzed by many experimental techniques, to characterize the materials
and investigate the conditions. IR analysis is often used for the analysis both in the mid-IR and THz
region, using conventional source [1–6]. IR-SR provides high spatial resolutions, especially in the
mid-IR region, which has played critical roles for the analysis of small fragments of cultural heritage
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2. Infrared Beamline BL43IR at SPring-8
One of the most commonly used IR broad-band light sources for spectroscopy is a thermal
One of the most commonly used IR broad-band light sources for spectroscopy is a thermal
radiation source, such as a globar lamp. IR-SR is another broad-band source for spectroscopy, with a
radiation source, such as a globar lamp. IR-SR is another broad-band source for spectroscopy, with a
high-brilliance feature. Figure 1 shows the brilliance of IR-SR estimated using BL43IR parameters,
high-brilliance feature. Figure 1shows the brilliance of IR-SR estimated using BL43IR
parameters, and
and that of the thermal radiation calculated using Planck’s formula at 1500 ◦ C. The definition of
that of the thermal radiation calculated using Planck’s formula at 1500 °C. The definition of brilliance
brilliance is the number of photons emitted from electrons in a storage ring per second, per angular
is the number of photons emitted from electrons in a storage ring per second, per angular divergence
divergence of the photons, per cross-sectional area of the beam and per bandwidth of 0.1% of the
of the photons, per cross-sectional area of the beam and per bandwidth of 0.1% of the central photon
central photon energy. In Figure 1, the brilliance of IR-SR is shown to be more than two orders
energy. In Figure 1, the brilliance of IR-SR is shown to be more than two orders higher than that of
higher than that of the thermal radiation in the whole spectral range, from near-IR to THz waves [10].
the thermal radiation in the whole spectral range, from near-IR to THz waves [10]. Various kinds of
Various kinds of IR sources, other than IR-SR and the thermal radiation source, have been developed
IR sources, other than IR-SR and the thermal radiation source, have been developed recently. The IR
recently. The IR free electron laser is one of the high-power sources, and it is often used as an excitation
free electron laser is one of the high-power sources, and it is often used as an excitation source [11].
source [11]. Recently, broad-band IR lasers have become popular, such as quantum cascade lasers and
Recently, broad-band IR lasers have become popular, such as quantum cascade lasers and IR fiber
IR fiber lasers. They have strong power, and the bandwidth is large enough to be used as sources
lasers. They have strong power, and the bandwidth is large enough to be used as sources of
of spectroscopy [12]. The spectral range, however, is still limited in the mid-IR region. The lowest
spectroscopy [12]. The spectral
range, however, is still limited in the mid-IR region. The lowest
wavenumber is about 1000 cm−1 . In the THz region, time-domain spectroscopy (TDS) is often used.
wavenumber is about 1000 cm−1. In the THz region,
time-domain spectroscopy (TDS) is often used.
The highest wavenumber of TDS is about 200 cm−1 , −1and there is a gap between the broad-band IR laser.
The highest wavenumber of TDS is about 200 cm , and there is a gap between the broad-band IR
The IR-SR is an important source that covers the gap and also has a high-brilliance feature.
laser. The IR-SR is an important source that covers the gap and also has a high-brilliance feature.
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as materials that undergo a phase transition in a magnetic field, are investigated at this station. The
importance of the low-wavenumber region for physical research is that the electronic state close to
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undergo a phase transition in a magnetic field, are investigated at this station. The importance of the
low-wavenumber region for physical research is that the electronic state close to the Fermi level of
metallic materials, as well as low-energy-gap materials, can be investigated [15,16]. The magnifications
of the objective mirrors in the first and second microscopes are 10 and 8, respectively. The FTIR
spectrometer and the microscope at the third station are Bruker VERTEX70 and HYPERION2000 with
objective mirror magnifications of 15× and 36×, respectively. All the cultural heritage experiments in
this paper were performed at the third station. The beamsplitter in VERTEX70 was KBr and the detector
was HYPERION2000 equipped with HgCdTe (MCT) for the mid-IR experiments. For experiments in
the low-wavenumber-region, the beamsplitter was Si, and the detector was a Si bolometer.
3. Cultural Heritage Experiments
Many kinds of cultural heritage experiments have been conducted at BL43IR. Among them,
four attempts are introduced in this section.
3.1. Iron Oxide in Bengala Pigment
This study was conducted by Dr. Manako Tanaka. Bengala is a kind of red pigment that has
been used for arts, crafts and buildings since ancient times. The main components are iron oxides that
show different colors, depending on chemical composition: the red α-Fe2 O3 , blown γ-Fe2 O3 and black
Fe3 O4 . There are two shapes of bengala: pipe-shaped and non-pipe-shaped [17]. The former has been
mainly found from Jomon and Kofun period archaeological sites in Japan. The pipe-shaped bengala
consists of small particles, and the size of the pipe is about 1 µm in diameter and 10–20 m in length.
They are considered to be derived from the iron-oxidizing bacterium, Leptothrix ochracea, but details
of raw materials and making methods have not been revealed. In this study, the effectiveness of
spectra in low-wavenumber region at BL43IR was investigated, to identify the kinds of iron oxide
included in pipe-shaped bengala. Spectroscopy in this region is a powerful tool for analyzing metal
oxide materials. In this study, powder samples of α-Fe2 O3 (Nilaco Corp., Tokyo, Japan), γ-Fe2 O3 (JFE
Chemical Corporation, Tokyo, Japan) and Fe3 O4 (Rare Metallic Co. LTD., Tokyo, Japan) were used
as standard iron oxides. Note that α- and γ-Fe2 O3 are called hematite, and the crystal structures are
rhombohedral and cubic, respectively. Fe3 O4 is called magnetite, and it has a cubic inverse spinel
structure. The quality of the IR spectrum strongly depends on the external form of the sample. A flat
and uniform shape is suitable, and IR-SR is advantageous because the small sample size, which is
about 200 µm in diameter, is enough to be measured even in the low-wavenumber region. Moreover,
because our final target is minute pipe-shaped bengala sample excavated from an archaeological site,
microspectroscopy is indispensable. The powder iron oxide samples were pressed gently, using a hand
press (Diamond EX’Press, S.T. Japan, Tokyo, Japan), to form a flat and uniform sample. Figure 2a–c
shows absorption spectra of α-Fe2 O3 , Fe3 O4 and γ-Fe2 O3 , respectively. The wavenumber resolution
was 4 cm−1 , and the number of scans was 256. In the shaded area, there is absorption from the
beamsplitter of the FTIR spectrometer. Optical densities are shown by the bars in Figure 2. Fe-O
stretching modes are observed at 302, 450 and 530 cm−1 in (a), 360 and 567cm−1 in (b), and 384
and 557 cm−1 in (c). These three iron oxides can be clearly identified from the absorption spectra.
The low-wavenumber-region spectroscopy with IR-SR at BL43IR is expected to be a powerful tool for
the analysis of pipe-shaped bengala samples.
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3.2. Biomineral Distribution Generated by a Lichen Growing on a Stone Cultural Heritage
3.2. Biomineral Distribution Generated by a Lichen Growing on a Stone Cultural Heritage
This attempt is to analyze biominerals generated by a lichen growing on a stone cultural heritage.
This attempt is to analyze biominerals generated by a lichen growing on a stone cultural
This study was conducted by Dr. Emi Kawasaki. In order to evaluate the risk of stone heritage
heritage. This study was conducted by Dr. Emi Kawasaki. In order to evaluate the risk of stone
deterioration, the distribution of biomineral components at the interface between stone and lichen is
heritage deterioration, the distribution of biomineral components at the interface between stone and
analyzed. Lichen samples were collected from the Bayon temple in the Angkor archaeological complex
lichen is analyzed. Lichen samples were collected from the Bayon temple in the Angkor
in Cambodia. In this study, two kinds of lichen are used, Althoniales sp. (International Nucleotide
archaeological complex in Cambodia. In this study, two kinds of lichen are used, Althoniales sp.
Sequence Databases (INSD): AB764061) and Lepraria sp. (INSD: AB764076) [18]. The forms of Althoniales
(International Nucleotide Sequence Databases (INSD): AB764061) and Lepraria sp. (INSD: AB764076)
sp. and Lepraria sp. are crustose and granular, respectively, and the microscope photographs are shown
[18]. The forms of Althoniales sp. and Lepraria sp. are crustose and granular, respectively, and the
in Figure 3. The tip of a needle indicates the algal layer in Althoniales sp. and the medulla in Lepraria sp.
microscope photographs are shown in Figure 3. The tip of a needle indicates the algal layer in
The illustration in Figure 3 shows the structure of lichen on stone. The algal layer was wrapped in
Althoniales sp. and the medulla in Lepraria sp. The illustration in Figure 3 shows the structure of lichen
fungal hyphae. The surface and interface between lichen and stone correspond to the top and bottom
on stone. The algal layer was wrapped in fungal hyphae. The surface and interface between lichen
of the sample, respectively. The lichens were cut in the direction perpendicular to the interface, and
and stone correspond to the top and bottom of the sample, respectively. The lichens were cut in the
a small sample was collected from the cut surface, using a manipulator needle or a knife. The size
direction perpendicular to the interface, and a small sample was collected from the cut surface, using
of the collected sample was as small as about 50 µm to identify each layer, and microspectroscopy
a manipulator needle or a knife. The size of the collected sample was as small as about 50 μm to
using IR-SR played a critical role in this study. The pieces were made thin and flat, using a hand press
identify each layer, and microspectroscopy using IR-SR played a critical role in this study. The pieces
(Diamond EX’Press, S.T. Japan, Tokyo, Japan). Sample preparation is an important process in the study
were made thin and flat, using a hand press (Diamond EX’Press, S.T. Japan, Tokyo, Japan). Sample
of cultural heritage materials. Handling a small piece using a micro-sampling manipulator is a typical
preparation
is
an 5,important
process in the study of cultural heritage materials. Handling a small 5piece
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Figure 3. Schematic illustration of the structure of lichen on stone (top). Microscope photographs of
Figure 3. Schematic illustration of the structure of lichen on stone (top). Microscope photographs of
Althoniales sp. and Lepraria sp. (bottom).
Althoniales sp. and Lepraria sp. (bottom).

Figure 4a,b shows the absorption spectra of Althoniales sp. and Lepraria sp. The samples are set
on a diamond substrate. The wavenumber resolution was 4 cm−1 , and the number of scans was 64.
An aperture with the size of 10 × 10 µm2 was used in the HYPERION 2000 microscope. Calcium

m ed u lla
interface
stone
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3.3. Adhesives on Fiber of Traditional Snow Festival Costume in Niino
3.3. Adhesives on Fiber of Traditional Snow Festival Costume in Niino
This study was conducted by Mr. Toshiro Semba. There is a project to restore a traditional costume
This study was conducted by Mr. Toshiro Semba. There is a project to restore a traditional
worn in the snow festival in Niino, Nagano prefecture. The festival has a history of more than 500 years.
costume worn in the snow festival in Niino, Nagano prefecture. The festival has a history of more
The material is known to be made of Wisteria floribunda fibers. When the fibers are observed under an
than 500 years. The material is known to be made of Wisteria floribunda fibers. When the fibers are
optical microscope, adhesives can be seen on them. The aim of this study is to determine the adhesive
observed under an optical microscope, adhesives can be seen on them. The aim of this study is to
materials. There are several possible candidates, with lacquer being one of them. The other candidates
determine the adhesive materials. There are several possible candidates, with lacquer being one of
are the materials used when the Wisteria floribunda fibers were colored, such as suou (a kind of dye
them. The other candidates are the materials used when the Wisteria floribunda fibers were colored,
made from Casaplania sappan) and soy bean. Figure 5 shows the mid-IR absorption spectra. The sample
such as suou (a kind of dye made from Casaplania sappan) and soy bean. Figure 5 shows the mid-IR
image under the HYPERION 2000 microscope is shown in the inset. The bar in the image corresponds
absorption spectra. The sample image under the HYPERION 2000 microscope is shown in the inset.
to 300 µm. Only a small piece of sample was obtained from the costume, and microspectroscopy by
The bar in the image corresponds to 300 μm. Only a small piece of sample was obtained from the
IR-SR was indispensable. The measurement position was specified by the microscope. Spectra for
costume, and microspectroscopy by IR-SR was indispensable. The measurement position was
adhesives at two different positions are shown by curves a and b. Curves c to f show the absorption
specified by the microscope. Spectra for adhesives at two different positions are shown by curves a
spectra of lacquer, suou, Wisteria floribunda and soy bean. The bar in the image corresponds to 200 µm.
and b. Curves c to f show the absorption spectra of lacquer, suou, Wisteria floribunda and soy bean.
The wavenumber resolution was 4 cm−1 , and the number of scans was 500. An aperture
with the size
The bar in the image corresponds to 200 μm. The wavenumber resolution was 4 cm−1, and the number
of 10 × 10 µm2 was used in the HYPERION 2000 microscope. 2
of scans was 500. An aperture with the size of 10 × 10 μm was used in the HYPERION 2000
From Figure 5, the absorption spectra of the adhesives are seen to be different depending on the
microscope.
position. This means that the adhesives are composed of multiple substances. Some of the absorption
From Figure 5, the absorption spectra of the adhesives are seen to be different depending on the
peaks in Figure 5 can be assigned as follows. The peak at about 3300–3400 cm−1 corresponds to
position. This means that the adhesives−1
are composed of multiple substances. Some of the absorption
OH, double bands at 2926 and 2847 cm correspond to CH3 and CH2 symmetric
stretching modes,
peaks in Figure 5 can be assigned as follows. The peak at about 3300 – 3400 cm−1 corresponds to OH,
and the bands at 1660 and 1546 cm−1−1 correspond to amide I and II. For the assignments of other
double bands at 2926 and 2847 cm correspond to CH3 and CH2 symmetric stretching modes, and
absorption bands, composition−1analysis may be useful. The lower wavenumber region experiments
the bands at 1660 and 1546 cm correspond to amide I and II. For the assignments of other absorption
are also expected to yield information because the main components, such as protein and textile fibers,
bands, composition analysis may be useful. The lower wavenumber region experiments are also
sometimes have peaks in that region [21]. The overall shape of spectrum a is similar to curve f of soy
bean, and curve b is similar to the lacquer curve c, although there are some differences. Comparing
spectra b and c, we see that the double band at about 2800 cm−1 is small in c and broad in b. The band
at 2600 cm−1 in c splits in b. Spectra a and f are similar, but the band at 1740 cm−1 in f is not present in
a. One possible reason for the differences may be the deterioration of samples a and b.

expected to yield information because the main components, such as protein and textile fibers,
sometimes have peaks in that region [21]. The overall shape of spectrum a is similar to curve f of soy
bean, and curve b is similar to the lacquer curve c, although there are some differences. Comparing
spectra b and c, we see that the double band at about 2800 cm−1 is small in c and broad in b. The band
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Figure 5. Absorption spectra of the adhesives and the candidate materials. Spectra of a and b are of
Figure 5. Absorption spectra of the adhesives and the candidate materials. Spectra of a and b are of
adhesive samples. Spectra c to f show those of lacquer, suou (a kind of dye), Wisteria floribunda fibers
adhesive samples. Spectra c to f show those of lacquer, suou (a kind of dye), Wisteria floribunda fibers
and soy bean. Inset is the sample image under HYPERION 2000 microscope.
and soy bean. Inset is the sample image under HYPERION 2000 microscope.
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3.4. Organic Materials in Overglaze Layers on Ceramics
Dr. Tomohiro Higuchi conducted a study to analyze organic residuals in the overglaze layer of
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The absorption spectrum observed at room temperature (RT) in Figure 6a has bands at 3300,
4. Summary
2900
and 1800–1500 cm−1 . These bands are assigned to a protein included in nikawa. The structures
at 1800–1500 cm−1 are amide I and II bands. The RT spectrum in Figure 6b has absorption bands
IR-SR has two important features, a high brilliance and a broad-band coverage. The brilliance
at 3300, 2900 and 1750–1400 cm−1 , and they are assigned to a polysaccharide included in funori.
was calculated by using the parameters of infrared beamline BL43IR in SPring-8 and was shown to
In Figure 6a, the shape of the bands observed at RT does not change much, and only the intensities
be more than two orders of magnitude higher than that of a thermal radiation source. Compared with
decrease up to 300 ◦ C. At 600 ◦ C, there is no obvious band. In Figure−16b, the absorption band
other IR light sources, low-wavenumber region between 700 and 200 cm is a valuable region for IRintensity decreases and vanishes once at 230 ◦ C. At 600 ◦ C, a different absorption band appears at
SR. BL43IR is dedicated to IR microspectroscopy and has three stations with different characteristics.
2100–1000 cm−1 . From Figure 6, the temperature dependence is found to differ depending on the
Four attempts to analyze cultural heritage materials were introduced: iron oxides in bengala red
kind of glue. The original organic component of the glue may be burned out at between 200 and
pigment, biomineral distribution caused by lichen growing on a stone cultural heritage, adhesives of
300 ◦ C. Then, in the sample of Figure 6b, the transformed organic materials appear on the substrate
fibers of a traditional snow festival costume and organic materials in overglaze layers on ceramics.
at 600 ◦ C, but not in the case of Figure 6a. In the overglaze material, metal elements were included,
All these experiments were performed at the high-spatial-resolution microspectroscopy station, at
and the IR experiments in the low-wavenumber region are expected to yield information about the
BL43IR. In the analysis of cultural heritage materials, IR-SR can play an important role, especially in
metal composition.
the low-wavenumber region.
4. Summary
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