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Abstract: Superconducting domain boundaries were found in WO3-x and doped WO3 . The charge
carriers in WO3 -type materials were identified by Schirmer and Salje as bipolarons. Several previous
attempts to determine the electronic properties of polarons in WO3 failed until Bousque et al. (2020)
reported a full first principle calculation of free polarons in WO3 . They confirmed the model of
Schirmer and Salje that each single polaron is centred around one tungsten position with surplus
charges smeared over the adjacent eight tungsten positions. Small additional charges are distributed
further apart. Further calculations to clarify the coupling mechanism between polaron to form
bipolarons are not yet available. These calculations would help to identify the carrier distribution in
Magneli clusters, which were shown recently to contain high carrier concentrations and may indicate
totally localized superconductivity in non-percolating clusters.
Keywords: ferroelastic; WO3; polarons; polaronic superconductivity

1. Introduction and Some Historic Background
The discovery of polaronic states in WO3-x is related to Alex Muller. I first met Alex in 1970 during
a trip to Zurich to visit my friend Fritz Laves. Fritz was then the most preeminent crystallographer in
Europe who was at the heart of rapid developments of diffraction tools and the theory of symmetry and
finite groups. I was introduced to him by my mathematics professor Heesch in Hannover, who solved
the essentials of the four-colour problem but was then discouraged to publish his work on magnetic
space groups by Fritz Laves and Raman because it would serve no good purpose’. A few years later
Shubnikov published his famous paper and Heesch took it stoically. I was just starting a PhD and
struggled to promote the message that perovskite structures would be a good example of structural
instabilities without compromising the macroscopic and chemical integrity of the material. The idea
was generally rejected in the solid state community for two opposing reasons: the first argument was
that anything beyond Si could not be understood properly because our theoretical framework was
insufficient, and, secondly, that the perovskite structure was far too simple to show effects of internal
structural instabilities where one would need structures of much greater complexity like garnets,
feldspars and boracites.
Fritz Laves had discovered the Laves-phases and I expected to get some support from him for my
PhD project. He did so enthusiastically and told me to see Alex Müller in Ruschlikon who knew much
about the perovskite structures in ferroelectricity and in particular about SrTiO3 . He had published
an excellent account of the phonon instability of LaAlO3 [1] and some years later he would publish his
famous paper on the quantum paraelectric state of SrTiO3 together with H. Burkhard [2]. I wanted
to extend the research of structural phase transitions to include electronic effects and guessed that
tungsten would be a good B atom in the perovskite structure for this purpose. A prototypic material
that I wanted to research was WO3 and its derivatives like Nax WO3 . Alex agreed with these ideas
and not only encouraged me but also invited me to give a talk in the IBM lab some months later.
This was not bad for an early PhD student who had previously done rather little to sharpen his
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argument and did not have any real data at that time. Thus, I was obliged to grow crystals, measure
crystals, measure the electrochromic effects, solve a crystal structure and measure near-infrared
the electrochromic effects, solve a crystal structure and measure near-infrared absorption to confirm
absorption to confirm the existence of polaronic states in WO3 and its doped analogues [3,4]. It took
the existence of polaronic states in WO3 and its doped analogues [3,4]. It took three years to establish
three years to establish a small laboratory for the investigation of perovskite structures in my home
a small laboratory for the investigation of perovskite structures in my home university in Hannover in
university in Hannover in Germany, with results coming out after 1975 [5,6]. When I returned to see
Germany, with results coming out after 1975 [5,6]. When I returned to see Alex, he introduced me to
Alex, he introduced me to Otwin Schirmer who was an expert in ESR spectroscopy. I worked with
Otwin Schirmer who was an expert in ESR spectroscopy. I worked with him for some years when he
him for some years when he moved to Freiburg to the Frauenhofer Institut. We firmly established
moved to Freiburg to the Frauenhofer Institut. We firmly established that the charge carriers in WO3
that the charge carriers in WO3 are polarons [7,8]. Through Alex I met Harry Thomas in Basel with
are polarons [7,8]. Through Alex I met Harry Thomas in Basel with whom I worked on the quantum
whom I worked on the quantum version of the Landau potentials [9], which proved useful to derive
version of the Landau potentials [9], which proved useful to derive the low-temperature saturation
the low-temperature saturation effects and, ultimately, quantum fluctuations in SrTiO3 [10]. I then
effects and, ultimately, quantum fluctuations in SrTiO3 [10]. I then spent time in the IBM lab and
spent time in the IBM lab and observed how Alex created an outstanding, international laboratory,
observed how Alex created an outstanding, international laboratory, which combined a great number
which combined a great number of excellent people from different backgrounds. His leadership was
of excellent people from different backgrounds. His leadership was very firm and helped me to a good
very firm and helped me to a good start in science (and several visits to the ‘Zunfthäuser an der
start in science (and several visits to the ‘Zunfthäuser an der Limmat’). In 2020, Alex returned to the
Limmat’). In 2020, Alex returned to the investigation of superconductivity in reduced WO3 [11].
investigation of superconductivity in reduced WO3 [11].
2. Results
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transitions whereby almost all of them are ferroelastic. The transitions generate characteristic
whereby almost all of them are ferroelastic. The transitions generate characteristic twin-domain
twin-domain networks [12–14]. These twin domains are separated by domain boundaries, which are
networks [12–14]. These twin domains are separated by domain boundaries, which are simple twin
simple twin walls along well-defined orientations. In WO3, the domain boundaries persist in the 
walls along well-defined orientations. In WO3 , the domain boundaries persist in the ε phase at low
phase at low temperatures [15]. When the sample is then cooled to ca. 3K, the domain walls—but not
temperatures [15]. When the sample is then cooled to ca. 3K, the domain walls—but not the rest of the
the rest of the sample—become superconducting [16,17].
sample—become superconducting [16,17].

Figure 1. Structure of the tetragonal phase of the superconducting matrix.
Figure 1. Structure of the tetragonal phase of the superconducting matrix.

The twin domain walls at higher temperatures are already highly conducting—much more so
The twin domain walls at higher temperatures are already highly conducting—much more so
than the surrounding bulk [18]. Similar phenomena were subsequently found in many perovskite
than the surrounding bulk [18]. Similar phenomena were subsequently found in many perovskite
materials where the detailed conductivity mechanisms still remain obscure [19]. The effect in WO3 is
materials where the detailed conductivity mechanisms still remain obscure [19]. The effect in WO3 is
much clearer by being based on the conduction by bipolarons (the recombination of two polarons into
much clearer by being based on the conduction by bipolarons (the recombination of two polarons
a bipolaron is shown in Figure 2). The domain boundary conductivity is more pronounced than in any
into a bipolaron is shown in Figure 2). The domain boundary conductivity is more pronounced than
other material discussed so far, as displayed in Figure 3.
in any other material discussed so far, as displayed in Figure 3.
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adapted mode analysis of the atomic distortion of the crystal. The first principle calculations by
the symmetry adapted mode analysis of the atomic distortion of the crystal. The first principle
calculations by Bousquet et al [21] demonstrated how hard it is to capture polarons as physical
objects of material science from first-principles calculations. This makes WO3 a paradigmatic system
1
to study polarons. Bousquet et al. [21] succeeded in calculating the energy and charge distribution of
a single self-trapped polaron in WO3 from density functional theory. Their calculations show that the
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Bousquet et al [21] demonstrated how hard it is to capture polarons as physical objects of material
science from first-principles calculations. This makes WO3 a paradigmatic system to study polarons.
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et al. [21] succeeded in calculating the energy and charge distribution of a single self-trapped
polaron in WO3 from density functional theory. Their calculations show that the single polaron is
single polaron is at a slightly higher energy than the fully delocalized solution, in agreement with
at a slightly higher energy than the fully delocalized solution, in agreement with the experiments
the experiments where a single polaron is an excited state of WO3, as shown in Figure 4. The
where a single polaron is an excited state of WO3 , as shown in Figure 4. The necessary stabilization
necessary stabilization energy stems from the spin–spin coupling and the common deformation
energy stems from the spin–spin coupling and the common deformation cloud of the bipolaron.
cloud of the bipolaron. Bipolaron calculations in the first principle approach have still not been
Bipolaron calculations in the first principle approach have still not been successful and are needed for
successful and are needed for a better understanding of the detailed electronic structure of a
a better understanding of the detailed electronic structure of a bipolaron.
bipolaron.
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Hence, it is not fully localized, i.e., in agreement with what we observe from the real space density
slightly splits from the conduction bands (by about 0.4 eV), and it spreads over 0.1 eV in the gap.
where the electron density of the polaron is spread over a few W atoms. This means that calculations
Hence, it is not fully localized, i.e., in agreement with what we observe from the real space density
simulate indeed a self-trapped single polaron in the P21/c ground state phase of WO3 .
where the electron density of the polaron is spread over a few W atoms. This means that calculations
Interestingly, Reich and Tsabba [22] reported superconductivity, possibly related to the sample
simulate indeed a self-trapped single polaron in the P21/c ground state phase of WO3.
surface, at much higher temperatures (ca. 80K). Unfortunately, these observations could not be
Interestingly, Reich and Tsabba [22] reported superconductivity, possibly related to the sample
reproduced and remained uncertain and largely ignored. Recently, Muller and collaborators did
surface, at much higher temperatures (ca. 80K). Unfortunately, these observations could not be
indeed obtain some similar results. They reported that in samples with the composition WO2.9 ,
reproduced and remained uncertain and largely ignored. Recently, Muller and collaborators did
the signatures of superconductivity with the same transition temperature Tc = 80 K were registered
indeed obtain some similar results. They reported that in samples with the composition WO2.9, the
by means of magnetization measurements. By lithium intercalation, the Tc was further increased to
signatures of superconductivity with the same transition temperature Tc = 80 K were registered by
94 K. The observed small superconducting fraction and the absence of clear transition in resistivity
means of magnetization measurements. By lithium intercalation, the Tc was further increased to 94
measurements indicate that the superconductivity is localized in small regions. No current percolation
K. The observed small superconducting fraction and the absence of clear transition in resistivity
was found. In contrast, the earlier observation of W5+ -W5+ electron bipolarons in reduced tungsten
measurements indicate that the superconductivity is localized in small regions. No current
oxide samples was confirmed [23].
percolation was found. In contrast, the earlier observation of W5+ - W5+ electron bipolarons in
They proposed that bipolarons form and cluster within crystallographic shear planes which
reduced tungsten oxide samples was confirmed [23].
exist in the Magneli phase of WO2.9 (W20 O58 ) and represent charge-carrier rich quasi-1D stripes or
They proposed that bipolarons form and cluster within crystallographic shear planes which
puddles [24]. The Magneli structural complexes are common not only in W20 O58 but are locally present
exist in the Magneli phase of WO2.9 (W20O58) and represent charge-carrier rich quasi-1D stripes or
in pentagonal tungstate structures [24–26] and many other structures. It can hence be assumed that
puddles [24]. The Magneli structural complexes are common not only in W20O58 but are locally
present in pentagonal tungstate structures [24–26] and many other structures. It can hence be
assumed that a much wider class of materials with W-O corner-sharing clusters exist, which may
show similar puddle effects. This discovery clearly warrants substantially enhanced research to
identify WO3-derivatives where the coupling between the Magneli complexes in crystallographic
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a much wider class of materials with W-O corner-sharing clusters exist, which may show similar puddle
effects. This discovery clearly warrants substantially enhanced research to identify WO3 -derivatives
where the coupling between the Magneli complexes in crystallographic shear planes (CS) percolate.
While there is no simple way to assess any superconductivity transition in these compounds,
an early attempt where the necessary condition was formulated to obtain metallic conductivity in the
normal state [23]. Polaronic systems often show metal–insulator (M–I) transitions as a function of the
carrier concentration [27,28]. The M–I transition occurs near the ‘overcrowding’ point where the packing
of polarons with diameters of around 0.5 nm reaches saturation. Geometrically, additional carriers
cannot be condensed into polaronic states because the necessary lattice deformation is exhausted and
carriers need to transfer to the conduction band. This ‘overcrowding’ point is possibly the critical point
for the formation of carrier into puddles and filaments, which, in turn, promote local superconductivity.
3. Outlook
Superconductivity related to domain boundaries, CS planes, or other structural singularities are
not just a simple addition to existing bulk properties, but represent a cornerstone of the emerging
field of domain boundary engineering [29] where the domain boundary is the device and the
bulk is simply the matrix to hold the domain boundary in space [30]. Novel device designs
become possible. An example is a Josephson junction detector where the junction elements are
the intersections of superconducting domain boundaries. As such domain boundaries can be
designed to appear in high densities [31,32], such devices would have unsurpassed sensitivities and
extremely small sizes. Similar effects appear in systems where mesoscopic inhomogeneities on the
metal–superconductor transition occur in two-dimensional electron systems, typically at the interface
between two perovskite materials. A model with mesoscopic inhomogeneities was considered [33]
as a random-resistor network in effective medium theory. Particularly space correlations between
the mesoscopic domains were found to dominate over random fluctuations. A typical example
is then to utilise the two-dimensional electron gas at the LaTiO3 /SrTiO3 or LaAlO3 /SrTiO3 oxide
interfaces, which becomes superconducting when the carrier density is tuned by gating. The measured
resistance and superfluid density reveal inhomogeneous superconductivity related to the percolation of
filamentary structures of superconducting “puddles” with randomly distributed critical temperatures,
embedded in a nonsuperconducting matrix. This scenario is similar to the Magneli phases while the
twin walls in WO3 are, by definition, percolating over the distance of the length of the twin boundaries
(which are often spanning from surface to surface). Previously, interfacial superconductivity was
modelled using intrapuddle conductivity by a multiband system within a weak coupling BCS
scheme [34]. The microscopic parameters, extracted by fitting the transport data with a percolative
model, yield a consistent description of the dependence of the average intrapuddle critical temperature
and superfluid density on the carrier density [35]. Clearly many of these interfacial features are similar
in WO3 twin boundaries and in LaAlO3 /SrTiO3 oxide interfaces so that one can expect significant
progress in either field from the comparison with the other [36,37].
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