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Abstract: In this work, the possibility of a switchable metamaterial absorber is proposed to control
absorption bandwidth in the WiMAX/LTE (worldwide interoperability for microwave access/long
term evolution) band, by taking advantage of the low cost and myriad structural configurations
afforded by water-based metamaterials. By exploiting truncated cone-type resonators, the fractional
bandwidth of 27.6% of absorption spectrum can be adjusted flexibly to be 7.4% of the narrow-band
absorption depending on the volume of injected water, in both simulation and experiment at room
temperature. In particular, this control method can be applied stably for different temperature
of injected water. We describe a dynamic mechanism for broadband MA, as well as a principle
for controlling the absorption characteristics utilizing a combination of magnetic resonance and
perfect impedance matching. These results are a stepping-stone towards the realization of smart
electronics integrated with multi-functional metamaterials in military, biomedical, communication
and other fields.
Keywords: metamaterials; perfect absorption; broadband

1. Introduction
The idea for metamaterial absorbers (MAs)—which appeared over a decade ago—is that incoming
electromagnetic (EM) waves can be trapped inside the sub-wavelength scale, which is not observed
in natural materials [1,2]. Effective permeability and permittivity can be controlled flexibly to
be equal at the intrinsic resonances by changing the physical structure of assembled materials.
Therefore, the operating frequencies of MAs can be tuned from the radio to the visible range, creating
extensive applications for both civilian and military uses [3–10]. Multilayer structures have been
exploited to achieve broadband absorption and spatial frequency dispersion; however, their bandwidths
were hard to tune, owing to the fact that their properties were immutable after fabrication [11–15].
To remedy this, several typical modulatory principles have been intensively developed to achieve
multi-functionality, including tunable lumped elements [16], phase-changing materials [17,18] and
graphene [19,20]. While these approaches offer the ability to excite multiple resonances in close
proximity, there are still inherent difficulties due to the fact that multi-absorption peaks are difficult
Crystals 2020, 10, 415; doi:10.3390/cryst10050415

www.mdpi.com/journal/crystals

Crystals 2020, 10, 415

2 of 9

to cancel or recover independently. Therefore, it is imperative to develop the improved types of
tunable/switchable broadband MAs by hybridization of the modulatory materials in multilayer MAs.
Recently, water has become a good candidate for broadband MAs due to its low conductivity and
relatively large imaginary part of the permittivity in the GHz range (because of the hydrogen-bonded
network among water molecules [21]). It is also well known that between 0 and 100◦ C (at normal
pressures) water is a liquid that can be easily equipped for mechanical- and thermal-tunable
purposes [22–27]. In 2015, Yoo et al. devised that water droplets could be periodically positioned
on different substrates to present broadband absorption by exploiting their electric and magnetic
resonances [28]. The absorption of the obtained spectra was approximately 93% from 8 to 18 GHz (for
mobile communication, satellite and radar applications). In the higher-frequency bands, 20–40 GHz,
Song et al. found that a flexible water-based MA achieved near unity electromagnetic absorption
by using a water sphere cap sandwiched between top and bottom membranes made of PDMS
(polydimethylsiloxane) with a bonded-metallic backside [29]. Their optically transparent absorber
could be useful in stealth technology [30,31]. To the best of our knowledge, the tunable broadband
absorption of water-based MAs in recent literature has mostly concentrated on the frequency range
above C-band (over six GHz) where water has high absorption, and the low cost and the ability to make
complex structures without masks are advantageous. However, further improvement of broadband
absorption at lower frequencies, especially, below six GHz, is an interesting and relatively unexplored
challenges. In addition, there is lack of independent-switchable ability for narrow/broad-band MAs,
since previous tuning performances were realized totally with effective impedance-matching values
(which affect the absorption) by changing any physical feature of water (permittivity, volume, etc.).
Moreover, the experimental confirmation was hardly clarified at different temperatures of water, owing
to the complicated and/or expensive techniques for those hybrid MAs.
In this work, we propose a simple approach to obtain switchable MAs which can tune their
absorption bandwidth to be narrow/broad-band. By hybridization of water into a multilayer MA
operating in the WiMAX/LTE (worldwide interoperability for microwave access/long term evolution)
band (4–6 GHz), the magnetic resonances can be independently modulated by injection of water
to have different volume ratios, which is equivalent to the increase or reduction of each absorption
frequency. A proposed water-hybrid MA was tested for the thermo-stable performance, based on
both simulation and experiment. We believe that the proposed design can find various applications in
manipulating the EM wave–matter interaction.
2. Materials and Methods
First, our multilayered sample was designed with CST Microwave Studio to simulate a broadband
absorption, as shown in Figure 1a. The unit cells were the truncated cone-type resonators (TCRs) with
height L, which utilized 27 sandwiched layers (metal–dielectric–metal) deposited on a substrate with
thickness t1 . The meta-surfaces were circular with diameter varying linearly from D1 at the top surface
to D2 at the bottom. Dielectric and substrate layers were selected as flame retardant-4 (FR-4) with a
dielectric constant of 4.3 and a loss tangent of 0.03. The 0.036 mm-thick copper layer (conductivity of σ
= 5.8 × 107 S/m) was designed for all metallic layers. The geometrical parameters were optimized to be
D2 = 21.8, D1 = 13.8, A = 23.8, L = 6.3 and t1 = 2.2 mm. As in the enlargement in Figure 1a, a sandwiched
layer contained a pair of metallic plates (thickness of 0.036-mm), which was separated by a dielectric
spacer (0.182-mm thick). This lay on a dielectric substrate of t1 = 2.2 mm. Second, water was directly
injected into the air fissures between adjacent unit cells and its volume was controlled by height h. The
fabrication procedure is simplified in Figure 1a.
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In the frequency range of interest, the permittivity of water was approximately defined by the
Debye formula [32,33] in CST Microwave Studio:

𝜀 𝑇
𝜀 𝑇
εS (T ) − ε∞ (T ),
𝜀 𝜔
𝜀 𝑇
ε(ω) = ε∞ (T ) + 1 𝑖𝜔𝜏 𝑇 ,
1 − iωτ(T )
and,

(1)
(1)
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and,

εS (T) = a1 − b1 T + c1 T2 − d1 T3 ,
ε∞ (T) = −a2 exp(−b2 T) + εS (T),
τ(T) = c2 exp(T2 /(T + T1 )),

(2)

where, εs (T), ε∞ (T) and τ(T) were the static permittivity, the high-frequency temperature dependent
permittivity and the rotational relaxation time, respectively. In these Equations, a1 = 87.9, b1 = 0.404 K−1 ,
c1 = 9.59 × 10−4 K−2 , d1 = 1.33 × 10−6 K−3 , a2 = 80.7, b2 = 4.42 × 10−3 K−1 , c2 = 1.37 × 10−13 s, T1 = 406 K
and T2 = 924 K. It is well recognized that the permittivity of water depends on the intrinsic temperature.
The real and the imaginary parts of dielectric constant of water in the investigated GHz range are shown
in Figure 1d, when the intrinsic temperature was changed from 303 to 273 K. The imaginary part indicates
a relatively low dielectric loss (or low conductivity of 1.59 S/m) because of the small value [28].
To estimate the dependence of effective impedance of TRC on the volume of water, the effective
permittivity [εe f f (ω)] and the effective permeability [µe f f (ω)] can be calculated by [34]
"
#
1 2j(S11 (ω) + 1)
εeff (ω) = 1 +
,
d k0 (S11 (ω) − 1)

(3)

"
#
1 2j(S11 (ω) − 1)
.
µeff (ω) = 1 +
d k0 (S11 (ω) + 1)

(4)

Here, d and k0 are the distance to be traveled by the incident wave and the wave number of free
space, respectively. Consequently, the total impedance between TRC and the surrounding environment
p
(Z0 = µ0 /ε0 = 377 Ω) be effectively switched for the perfect matching in narrow/broad-band as
v
u
t
p
Z = µ/ε·

(1 + S11 (ω))2 − S221 (ω)
(1 − S11 (ω))2 − S221 (ω)

v
t

=

(1 + S11 (ω))2
(1 − S11 (ω))2

.

(5)

In other words, the specific frequency range allowing εe f f (ω) = µe f f (ω) [or Z = Z0 ] was dominated
by the height of water in the TRC. This was why, when the water was full between a pair of metallic
plates of each sandwiched layer in TCR, the effective capacitor for equivalent LC circuit was reduced,
owing to the conductive property of water. The efficiency of modulation for the proposed TRC was
evaluated by the fractional bandwidth (FBW), where f low and f high indicate the lowest and the highest
frequencies where absorption was over 90%, respectively,

FBW =



2 fhigh − flow
fhigh + flow

.

(6)

3. Results
Figure 2a shows the comparison between simulated and measured absorption spectra in case
of no water (h = 0) and water integrated (h = 4.0 mm) at 303 K. Without water, the prediction by
Equation (6) of a wideband absorption of FBW = 27.6% is in good agreement with both simulation
and experiment. Obviously, Figure 2b presents that, without water in the range where the absorption
was over 90% (around 4.0 to 5.28 GHz), the real part of effective impedance tends toward one while
the imaginary part was suppressed. Meanwhile, when h = 4.0 mm the wide-band absorption was
switched to be narrow band with an absorption of 40% at 4.74 GHz.
The dependence of simulated broadband absorption on the height (h) of water at different
temperatures are shown in Figure 3. It was found that the increase of intrinsic temperature (from 273
to 303 K) of water affected slightly the FBW of TCR absorber. The value of FBW gradually decreases
(27.6%, 21.6%, 18.2%, 15.6% and 7.4%) as h was increased (0, 1.0, 1.5, 2.0 and 2.5 mm) in Figure 3a,b.
At h = 3.5 mm, the wide-band absorption was switched to be narrow band with absorption of 76%

Here, d and k0 are the distance to be traveled by the incident wave and the wave number of free
space, respectively. Consequently, the total impedance between TRC and the surrounding
environment (Z0 = 𝜇 /𝜀
377 𝛺 be effectively switched for the perfect matching in
narrow/broad-band as
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.

(5)

at 5.29 GHz (for 273 K) and 79% at 5.28 GHz (for 303 K). It was further predicted that, for a given h,
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Im(µ)≈Im(ε)] in Equations (3) and (4). Furthermore,
the
𝑓
𝑓 imaginary part of impedance was always
positive in the investigated frequency range. This condition implies that the dispersion of permeability
was more important than that of permittivity [35]. In other words, the observation suggests that the
magnetic
resonances were dominant instead of the electric ones in the proposed MA.
3. Results

Figure 2. (a) Simulated (CST Microwave Studio) and measured (vector network analyzer (VNA))
absorption spectra in case of water integrated (h = 4.0 mm) and no water (h = 0) at 303 K. (b) Calculated
effective
TCR
structure for these two cases.
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For the experimental confirmation, the measured absorptions over 90% with an FBW of 22.6%
(from 4.19 to 5.26 GHz, in Figure 4a) can be tuned to be FBW=16% (from 4.46 to 5.24 GHz, in Figure
4b) by increasing h from 1.0 to 2.0 mm. In the case of h = 3.0 mm, in Figure 4c, the measured absorption
was maintained at a maximum value of 82% from 5.02 to 5.28 GHz. These obtained results indicate a
good agreement with the simulated data.
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Consequently,
the
modulation
was triggered
by
parallel surface currents flowing on them. Consequently, the modulation was triggered by the
bottom-up cancellation of magnetic resonances (i.e., the low-frequency absorption peaks were
gradually deactivated as the water-level rises). Thereafter, the induced magnetic energy was located
and enhanced only in a specific volume of the TCR above the water level. Therefore, having both
well-matched impedance and strong magnetic resonance at a given frequency was limited and
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the bottom-up cancellation of magnetic resonances (i.e., the low-frequency absorption peaks were
gradually deactivated as the water-level rises). Thereafter, the induced magnetic energy was located
and enhanced only in a specific volume of the TCR above the water level. Therefore, having both
well-matched impedance and strong magnetic resonance at a given frequency was limited and depends
on the injected-water level, as shown in Figure 3c,d. This impedes the ability of device to consume the
energy of incoming EM waves at this switching frequency. The small deviations between measured and
simulated absorption spectra in Figure 4 can be largely explained by the scattering from imperfections
in the fabricated sample and the distorted shape of injected water due to its surface tension [37]. In spite
of these discrepancies, our obtained results are robust enough for the stable modulation applications
working in thermally variable conditions. The modulation performance of water-hybrid TRC structure
was further predicted to be insensitive to the polarization angle of EM wave owing to its symmetric
multilayered design (not shown here).
5. Conclusions
We proposed and demonstrated a simple model to control the bandwidth of near-perfect absorption
of the TCR metamaterial by leveraging the hybridization with water. By exploiting the role of magnetic
resonance in a multilayered structure, it was found that the relative-bandwidth of absorption spectrum,
FWB = 27.6% can be switched flexibly from 27.6% to 7.4% or absorption over 90% to below 80% in the
WiMAX/LTE band. These results emphasize the important role of water in deactivating (or activating)
induced magnetic resonances in the multilayered structure. This control method can provide further
the insensitive operation to the polarization of incoming EM radiation and the thermal variations
of injected water. The proposed model is an important step toward integrating MAs with the next
generation of smart electronic components, especially, camouflage equipment, sensors and hygienic
energy storage devices.
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