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Abstract: The heat transfer analysis of hydrate-bearing sediment involved phase changes
is one of the key requirements of gas hydrate exploitation techniques. In this paper,
experiments were conducted to examine the heat transfer performance during hydrate
formation and dissociation by a thermal method using a 5L volume reactor. This study
simulated porous media by using glass beads of uniform size. Sixteen platinum resistance
thermometers were placed in different position in the reactor to monitor the temperature
differences of the hydrate in porous media. The influence of production temperature on the
production time was also investigated. Experimental results show that there is a delay when
hydrate decomposed in the radial direction and there are three stages in the dissociation
period which is influenced by the rate of hydrate dissociation and the heat flow of the
reactor. A significant temperature difference along the radial direction of the reactor was
obtained when the hydrate dissociates and this phenomenon could be enhanced by raising
the production temperature. In addition, hydrate dissociates homogeneously and the
temperature difference is much smaller than the other conditions when the production
temperature is around the 10 °C. With the increase of the production temperature, the
maximum of ΔToi grows until the temperature reaches 40 °C. The period of ΔToi have a
close relation with the total time of hydrate dissociation. Especially, the period of ΔToi with
production temperature of 10 °C is twice as much as that at other temperatures. Under
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these experimental conditions, the heat is mainly transferred by conduction from the
dissociated zone to the dissociating zone and the production temperature has little effect on
the convection of the water in the porous media.
Keywords: methane hydrate; thermal method; dissociation; temperature difference;
heat transfer

1. Introduction
Gas hydrates are known to occur worldwide in locations such as the permafrost regions as well as
beneath the sea [1,2]. They have an important impact on flow assurance; safety issues; energy recovery;
transportation and climate change [3,4]. It has been estimated that the World resources of carbon
trapped in hydrates is twice the amount of carbon in known fossil fuel deposits [5,6]. Due to this
potential resource, the problems associated with production of natural gas hydrate have become of
greater interest to the more and more countries [7,8]. Heat transfer, as one of the three main
mechanisms of hydrate production, has an increasingly significant influence on hydrate safety and
efficient exploitation [9]. One of the key requirements of any production technique is to provide the
heat necessary for the endothermic reaction of hydrate decomposition, which is determined by heat
transfer [10], so the heat transfer analysis of hydrate-bearing sediments is a controlling factor for all
production techniques.
In recent years, a variety of experimental and theoretical works focused on heat transfer involved in
dissociation of gas hydrates have been reported. Kamath et al. [11] reported the first instance of
measurements and made the nucleate boiling correlations of heat transfer under gas-solid liquid
equilibrium conditions. They calculated the heat transfer coefficients and the rates of dissociation and
proved that the rate of heat transfer is a power function of the temperature driving force, ΔT, which is
the difference between the temperature of the warm fluid used to dissociate the hydrate and the
temperature of the dissociating hydrate. Their results also showed that the dissociation process is
limited by heat transfer and the heat transfer rate depends on the rate of circulation of the warm fluid
used to dissociate the hydrate. Selim et al. [12,13] viewed heat transfer during hydrate dissociation as a
moving-boundary ablation process and showed that their model fits hydrate dissociation data to within
10%. However, the results of these studies are only useful in modeling pure hydrate dissociation
processes. Furthermore, they also presented a physical model that describes hydrate dissociation in
porous media under thermal stimulation [7]. This model also considered heat transfer during hydrate
dissociation as a moving-boundary and the latter separates the dissociated zone, which contains gas
and water, from the un-dissociated zone, which contains the hydrate. The results proved that energy
efficiency ratio is independent of time, and depends only on the parameters of the system and the
boundary and initial conditions. Pooladi-Darvish et al. [10] presented a system model to study the
effects of conductive and convection heat flow on gas production from natural hydrates by
depressurization. The results depicted that thermal conductivity of sediments has a significant effect on
the heat transfer of hydrate decomposition and a raise of the convection of hydrate sediment may lead
to the decrease of heat capacity of the whole hydrate sediment which would slow down the production
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rate. Iida et al. [14] observed tetrahydrofuran hydrate formation and growth, or melting in a
macroscopically one-dimensional heat-transfer system under atmospheric pressure. They analyzed the
heat transfer from, or to the hydrate-solution interface across the hydrate and solution layers. Their
results indicated that the interface became increasingly wavy with the thickening of the solution layer
which is induced by free convection in the solution layer when the boundary temperature increased and
the experimental run exhibited an inflection point that corresponds to the inception of the
free-convection-dominated heat transfer in the growing liquid-solution layer. The experimental data
are also in general agreement with that predicted by theoretical analyses of transient conductive and/or
free-convective heat transfer from/to the hydrate-solution interface. A series of experimental studies
were conducted on visual observation of the pore-scale dissociation of hydrate crystals caused by a
temperature increase in a closed system and the mechanism of the dissociation of the methane hydrate
crystals was discussed considering the heat and mass transfer of methane around the dissociating
methane hydrate crystals. Their results demonstrate that the methane molecules released from these
hydrate crystals were transferred through the liquid water phase to the methane gas slugs surrounding
these hydrate crystals [15–17]. A new re-gasification system, in which warm water penetrates through
a bed of gas hydrate pellets for the recovery of gas from stored hydrate, was investigated to achieve a
more compact and more efficient re-gasification system by Tanaka et al. [18,19]. The heat transfer in
quiescent hydrate formation/dissociation reactor has been studied by Bei Liu et al. [20,21]. Their
results indicated that a stage of buffered dissociation occurred when the hydrates was heated to
temperatures approaching the melting point of ice. During this period, the sample temperature remains
within a narrow range near the ice point, rises slowly as the hydrate dissociation proceeds, and the
corresponding dissociation rate is very low. The buffering effect can be eliminated and the dissociation
rate can be improved by increasing the temperature of the heating water or reducing the dissociation
pressure. Zhang et al. [22] also did research on thermally induced evolution of phase transformations.
Numerical simulation shows that the temperature is continuous and the temperature gradient is
discontinuous at the phase transformation front.
Up to now, relatively little attention has been given to the problem because of the inherent
complexity encountered when dealing with porous media coupled with phase transformation and
motion of the interface [10,23]. Due to the limited amount of experimental work on heat transfer
during hydrate dissociation in porous media, the various effects are not fully understood and a number
of critical issues remain unresolved. The heat transfer of hydrate dissociation in porous media in a
closed reactor by a thermal method has not been systematically studied. In this paper, a 5 L volume
reactor was used to investigate the heat transfer characteristics of hydrates in porous media during the
dissociation process in a closed reactor by a thermal method. Sixteen thermal resistance thermometers
were distributed uniformly in two circles in the reactor. The hydrate decomposes at a different
production temperature in a closed reactor. The relation of temperature difference of the different
positions in the radial direction and the hydrate dissociation rates were obtained. The characteristics of
methane hydrate decomposition characteristic were also investigated.
2. Apparatus and Materials
A schematic diagram of the experimental device is illustrated in Figure 1. The primary components
of the apparatus are a stainless steel reactor, an air bath system, and a data collection system.
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Figure 1. Schematic diagram of the experimental apparatus.

The reactor is 300 mm in internal diameter, 70 mm in inside height and has a volume of 5 L. It is
made of stainless steel which can sustain pressures up to 20 MP. There is a movable piston in the
reactor which is used to press the porous media and change the volume of the reactor. The effective
volume of reactor could be obtained by using the displacement sensor which is attached on the piston.
A gas flow meter is used to obtain the amount of gas injected. The PID system could control the gas
steadily injected into the reactor under the same pressure difference which is useful to make the gas
flow meter more accurate. N2 pressure is used to provide the power for the PID system and back
pressure regulator. Uniform quartz glass beads (AS-ONE, Co., Ltd., Osaka, Japan) BZ-04
(0.350–0.500 mm, average 0.4 mm) were used to simulate the porous media. The porosity of the
porous media is 36.1%. The reactor is enclosed in an air bath which can maintain at a constant
temperature ranging from 253 to 323 K with a precision of ± 0.1 K. The upper and bottom ends of the
reactor were capped with thermal insulation foam and the heat mainly flows into the reactor through
the walls of the cylinder. The temperature and pressure profiles are measured by 16 Pt. 1000 thermal
resistance thermometers and three pressure sensors which have a precision of ± 0.1 K and ± 0.1 MP,
repectively, placed on top of the reactor in different positions. The details of the position of the thermal
resistance thermometers and pressure sensors are shown in Figure 2. All the data was detected and
recorded every 30 s.
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Figure 2. The distribution of thermal resistance thermometers and pressure sensors.

3. Procedure
3.1. Hydrate Formation
First, the reactor was cleaned with deionized water. Then dry BZ-04 quartz sand was tightly packed
in the reactor and saturated with deionized water and the amounts of both were recorded. Then the
reactor was closed and the piston used to press the porous media until the axial pressure comes to
10 MP. After that, the axial pressure was decreased to zero and the reactor was evacuated for 10 min to
remove air using a vacuum pump. Then the methane was dried and charged into the reactor steadily
until the pressure rose to the given pressure of 8.4 MP at 20.5 °C and the flow meter and PID system
are used to measure and record the amount of methane gas during this process. Finally, the air bath
system was turned on and the temperature kept at 1 °C which is higher than the ice point to avoid the
formation of ice in order to remove the buffer effect which is observed by Pang et al. [14,15]. The
main materials used in the experiment are listed at Table 1. When the pressure drop in the system is
less than 0.1 MP over 3 h, the hydrate formation process is assumed to be complete.
Table 1. Experimental materials.
Sample
Specification
Supply
CH4
99.999%
Dalian DATE special gas
Deionized water
Pure
Laboratory
3
Quartz sand
BZ-04, Φ-0.361, ρ-2.18 g/cm AS-ONE corporation (Japan)

3.2. Hydrate Dissociation
After hydrate samples were formed completely as described above, it came to the hydrate
dissociation stage. The reactor was kept closed and the air bath was set at a different temperature,
which simulates the hydrate production during the preservation stage and hydrate dissociation under
thermal stimulation in porous media [24]. Seven groups of hydrate decomposition experiments under
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different temperatures were presented in this paper. The temperature of the air bath was separately set
at 10, 15, 20, 25, 30, 35 and 40 °C for the hydrate dissociation. The process of hydrate decomposition
was described by the pressure decrease and temperature difference. As the reactor was closed, the
pressure increased during the dissociation stage. When the pressure remains steady for 2 h, it means
the end of the dissociation. After the hydrate dissociation, the temperature of air bath was set at 1 °C
for the next group of experiment so we could maintain the same hydrate sediment sample in
each group.
4. Results and Discussion
4.1. Hydrate Formation Characteristics in the 5 L Reactor
Figure 3 shows the hydrate formation process. With the decrease of temperature, the hydrate begins
to form at around of 11 °C, which is below the equilibrium condition (about 11.5 °C) and the pressure
decreases sharply. As the each eight thermal resistance thermometers were placed in the same radial
position and the eight inner ring or outer ring thermal resistance thermometers show similar values, the
average temperature of the eight thermal resistance thermometers could represent the temperature of
hydrate at same the radial position.
Figure 3. The pressure and temperature curve during the hydrate formation.
18

9
Inner ring average temperature

16

Outer ring average temperage

14

8

7

10
6
8
5

6

Pressure (Mp)

Temperature ( )

Pressure
12

4
4
2
3

0
0

200

400

600

800

1000 1200 1400 1600

Time (min)

In addition, the detailed values measured by each thermal resistance thermometer were also
presented in Figure 4. All the formation experiments show the same results, which indicates that the
hydrate sediment sample in each group is similar. As shown in Figure 3, before the hydrate formation,
the temperatures in different positions of the reactor are in accordance and decreased sharply. There is
no phase change phenomenon in this process. The heat of the hydrate sediment flows out mainly by
conduction. When the temperature reaches the equilibrium condition and hydrate begins to form, there

Energies 2012, 5

1298

is an apparent temperature difference between the two radial positions. All seven groups show the
same phenomenon in the hydrate formation stage. The temperature difference increases at first and
then disappears when the hydrate formation is finished.
There are two main reasons for this phenomenon. First, the hydrate formation is exothermic process
and the heat around outer ring position could be removed easily due to the temperature difference
between the steel wall and the outer ring position. While, the heat around the inner ring position could
not remove out quickly as the low thermal conductivity of porous media around, which could lead to
the high temperature difference. Second, the thermal properties of hydrate sediments would be
changed as the component of the hydrate sediment changed and the hydrate formation has an effect to
the heat transfer properties.
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Figure 4. The temperature curves of the 16 thermal resistance thermometers during
hydrate formation.
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At the later stage of hydrate formation, there is a significant temperature increase with a sharp
pressure decrease, which indicates a large amount of hydrate formation at the positions of the thermal
resistance thermometers. As the thermal resistance thermometers were placed in the middle porous
media, the hydrate formation at the upper surface could not be detected immediately and there is no
significant temperature raise, but the temperature decrease rate became smaller than the conditions that
have no hydrate formation, which indicated that a large amount of hydrate was formed and heat
released. This is the main reason why the sharp temperature increase and temperature peak which are
used to estimate the formation of hydrate did not appear. Therefore, there are two stages for the large
amount of hydrate formation. The hydrate at the upper surface of the reactor forms at first, with the gas
penetrating into the porous media, the hydrate then begins to form in the middle of the reactor. The
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phenomenon has been proven by other researchers [14,22]. As shown in Figure 4, the detailed
temperature curves of the 16 thermal resistance thermometers have the same trend and the small
differences of each thermal resistance thermometers indicated that the hydrate in different position
formed non-simultaneously. In addition, the similar temperature during hydrate formation also
indicated that the amount of hydrate formed in different positions is uniform.
In this study, the gas production mass with pressure increase was calculated. The saturation of
hydrate was measured by a weighing method under extremely low temperatures. When all seven
groups of experiments were finished, the hydrate formed again. After the hydrate formation, the
temperature of air was set at −5 °C which would keep the hydrate stable when we opened the reactor.
Then the hydrate sediment was taken out and weighed at low temperature. The change of the
sediment’s weight is the weight of gas in the hydrate. The saturation is calculated as follows:
SH = VH/V0
VH = ng × M(CH4·5.75H2O)/ρH,

ng = mg/Mg,

V0 = (mS/ρS) × Φ0

where SH—saturation, V0—voids volume of porous media, mS—mass of BZ-04, ρS—density of BZ-04,
2.6 g/cm3; ρH = 0.918 g/cm3; Φ0—porosity of BZ-04, 0.316. The overall saturation of hydrate in this
study is about 64.78%. This study assumes that the saturation of the seven group is similar, which
indicates that the sample of the hydrate sediment has no effect on the dissociation. In addition, this
study also examined the saturation by calculating the amount of methane consumed during hydrate
formation and the results showed a similar value.
4.2. Hydrate Dissociation Process
Figure 5 shows the pressure and temperature curves during hydrate dissociation under 25 °C. After
setting the temperature of air bath to 25 °C (or another temperature), the temperature of the air bath
increased at a rate of 2.1 °C/min and the temperature would soon reach the set value. As the stainless
steel wall thermal resistance is small, the heat quickly flows into the surface of the hydrate sediments.
Then, hydrates have not dissociated, so the pressure just increases with the temperature slowly
(0–20 min). There is no temperature difference in the hydrate sediments. However, this period is too
short to be observed in Figure 5. The experiments conducted show that the temperature at the inner
ring position (Ti) and the temperature at outer ring position (To) are in agreement before and after the
hydrate dissociation, while there is a significant temperature difference (ΔToi) during the hydrate
dissociation process. The ΔToi changed with the different wall temperature which is discussed in the
following section.
As shown in Figure 5, for the two temperature curves, a similar trend of change appeared during the
hydrate dissociation in different radial directions. There is a delay between the two temperature curves.
The hydrate in the outer ring position dissociated first and then the hydrate in the inner ring position
decomposed. This also proven the existence of a hydrate dissociation interface and moving boundary
which has been observed by Selim et al. [12,13]. For the temperature, there are three stages during the
hydrate dissociation. In stage 1, the hydrate around the steel wall surface begins to decompose and the
pressure increases sharply, which also proves that a large amount of hydrate was dissociated. In
addition, the accordance of temperature at inner ring position and outer ring position indicated that to
hydrate dissociation ocurred there.
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Figure 5. The pressure and temperature curve during the hydrate decomposition at 20 °C.
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In the early part of stage 1, there is a slight inflection in the temperature curves. As the hydrate in
the outer ring position started to decompose, the rate of increase of To becomes slightly slow, as shown
in Figure 5. This phenomenon is mainly caused by the heat absorbed by the hydrate dissociated around
the thermal resistance thermometers at the outer ring position. Furthermore, the gas produced during
the dissociation could decrease the thermal conductivity of the hydrate sediments and the thermal
capacity. Pooladi-Darvish [10] also proved that the increase of convection caused by produced gas
may lead to a decrease of heat capacity and the gas production rate.
At the middle of stage 2, the temperature increase rate grows sharply and the temperature rises
linearly which indicates the hydrate at outer ring position has dissociated completely. Then the
temperature of the internal sediments is above the equilibrium temperature and the hydrate at inner
ring position begins to decompose. In addition, the ΔToi increases at first and then disappears
gradually. That because hydrate at inner ring position decomposes and absorbs the heat from the
surrounding sediment, mainly from dissociated zone at the outer ring position and when the heat flow
could not meet the heat needs for hydrate dissociation, the ΔToi term appears. The ΔToi increases with
the hydrate dissociation rate and disappears until the end of the dissociation. Therefore, the ΔToi
reflects the degree of the hydrate dissociation. When it comes to stage 3, the pressure increase stops
and the ΔToi disappears, which indicates the end of the dissociation in the reactor. It is the dissociation
of hydrate and the heat flow at inner ring that mainly cause the temperature difference. Therefore,
during the three stages, the change of ΔToi also proves that heat transfer during hydrate dissociation is
a moving-boundary ablation process. Moreover, the detailed temperature curves of the 16 thermal
resistance thermometers during the hydrate decomposition at 30 °C are also presented in Figure 6.
The small differences of each thermal resistance thermometer indicate that the hydrate in different
positions dissociated uniformly.
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Figure 6. The pressure and temperature curve during the hydrate decomposition at 30 °C.
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In the Messoyakha field production stage (IV), the well was closed and came to the preservation
phase. As the temperature and pressure are above the equilibrium conditions, therefore the hydrate
continues to dissociate and pressure increases [25–27]. This study stimulates the hydrate dissociation
in the preservation stage. The environmental temperature was set as 10 °C, which is similar to the
Messoyakha field. As shown in Figure 7, there is no significant temperature difference between the
inner and outer parts of the reaction, which indicates that the hydrate dissociates uniformly in different
positions of the reactor. As the pressure and temperature are near the equilibrium conditions, the
hydrate dissociates slowly than the other groups, about three times as much as that at other
temperatures. Since the hydrate decomposes slowly, the heat needed can be compensated by the heat
flow from the air bath which results in the uniform dissociation of hydrate. In addition, the thermal
properties of hydrate sediments change slowly, which has little impact on the heat flow of the reactor.
This is meaningful in controlling the safety of the geology in hydrate exploitation.
4.3. Heat Transfer Analysis during Hydrate Dissociation
At the dissociation stage, the temperature of the air bath comes to the set values in a few minutes.
The heat flows into reactor through the stainless steel wall. As the thermal conductivity of stainless
steel wall is 16 W/mK, which is much larger than that of the hydrate sediment, the temperature of the
inner and outer ring walls of the reactor is assumed to be same. Before the temperature of the wall
increases to the phase equilibrium condition, the hydrate has not dissociated and there is no phase
change in the reactor. The heat conduction is the controlling heat transport process while this happens.
The accordant and homogenous temperatures in different positions of the reactor also proved that.
With the temperature of the wall rising, the hydrate near the wall begins to decompose. The
dissociation of solid hydrate in porous media to liquid water and gas is a phase change process which
involves three phases. This process in the presence of sand is an unsteady process. This unsteady state
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is expected since as the hydrate dissociates, the sand present in the unconsolidated hydrate sediments
starts building a layer in front of the un-dissociated hydrate zone.
Figure 7. The pressure and temperature curve during the hydrate decomposition at 10 °C.
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Even if the temperature of the wall of the reactor and the temperature of the hydrates are held
constant, the increase in the resistance to heat transfer due to the sand layer reduces the interfacial heat
transfer and the rate of dissociation. In order to analyze the data obtained for unsteady state
dissociation of methane hydrate in porous media, the following assumptions were made in this study:
The presence of sand does not affect the equilibrium dissociation pressure for pure methane hydrates
and the uniform glass bead is considered to be an isotropic porous medium. There are three different
zones in the reactor during the dissociation process: dissociated zone, dissociating zone, hydrate zone.
The dissociated zone is composed of uniform glass beads and water. In order to analyse the free
convection of water in the dissociated zone, the Raylaigh number is calculated as follows [28]:
∞

where:

1
1
= Rayleigh number
= Characteristic length (in this case, the height of hydrate porous media)
g = acceleration due to gravity
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= Surface temperature (temperature of the wall of reactor)
∞ = Quiescent temperature (temperature in the dissociated zone)
ν = Kinematic viscosity of water
= Effective thermal diffusivity
= Thermal expansion coefficient
= Effective thermal conductivity
= Thermal conductivity of sand
= Thermal conductivity of water
= Porosity of glass beads
= Density (kg/m³)
= Specific heat capacity (J/(kg·K))
In the above, the water properties ν, α, and β are evaluated at the film temperature, which is defined
≪ 10 , the natural convection
as:
∞ /2. According to the calculated results,
of water caused by temperature difference has little effect on the heat transfer in this zone, so the
convection could be ignored and the heat is mainly transferred by conduction. The hydrate zone still
has no phase change and the heat conduction is still dominated by heat-transfer. While in the
dissociating zone, the hydrate decomposes into water and methane and heat of hydrate dissociation is
absorbed. With the accumulation of dissociated methane, the local pressure in the porous media
increases and then the dissociated methane permeates the hydrate zone into the upper part of the
reactor under the pressure gradient. The methane produced which rises through the porous media could
increase the heat transfer to the interface from the dissociated zone. There have been some visual
researches on the hydrate dissociation process which have observed the mass transfer of produced
methane [17], which is useful to analyze the heat transfer during hydrate dissociation. Kamath [23]
also calculated the heat flux from the water to the sand zone and developed an unsteady state model for
heat transfer in a manner similar to the Rohsenow nucleate boiling correlation. However, it is still
difficult to characterize the heat transfer phenomena associated with dissociation of hydrates in
sediments exactly. The combination of in situ observation and high-precision temperature sensor could
be an effective method. In the experiments, it is assumed that the heat is transferred only by conduction
from the dissociated zone to the dissociating zone and the temperature profile in the sand zone is
uniform. The heat flux from the walls of the reactor to the dissociated zone is equated to the heat flux
from the sand to the hydrates. The increase of dissociation rate could decrease the temperature of the
dissociated zone which could increase the heat flux to compensate the temperature from the
dissociated zone to the wall. With the drop of dissociation rate, the heat flux decreases. Despite the
great suppression on the convection of glass beads, the effect of gas permeate on the heat transfer is
still unclear. In addition, the residual methane in the porous media which has been observed after the
hydrate dissociation would decrease the effective thermal conductivity and heat capacity of porous
media and this phenomenon has also been proven by Pooladi-Darvish [10].
4.4. Temperature Difference during the Hydrate Dissociation
In this study, the hydrate dissociates in a closed reactor by thermal method. If the hydrate in local
place decomposes too quickly that the heat from the air bath could not compensate, there will be a
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temperature difference in the radial direction. That means there are large amount hydrate dissociation
and the change of thermal properties of hydrate. The temperature difference in the hydrate sediment is
the main driving force for the dissociation. Figures 8 and 9 show the ΔToi with different production
environment temperatures.
Figure 8. ΔToi with different environmental temperatures.
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Figure 9. ΔToi with different environmental temperatures.
6
ΔToi with environment of 25

5.5

ΔToi with environment of 30

Temperature difference ( )

5

ΔToi with environment of 35

4.5

ΔToi with environment of 40

4
3.5
3
2.5
2
1.5
1
0.5
0
0

120

240

360

480

600

Time (min)

720

840

960

Temperature difference ( )

Temperature difference ( )

3.5

Energies 2012, 5

1305

The results indicate that with the increase of the environmental temperature (air bath temperature),
the maximum ΔToi grows except for the 40 °C group. This result also proves that the ΔToi is caused
both by the dissociation rate and the production temperature. With the disappearance of the
temperature difference, the process of hydrate dissociation is finished. Therefore, the period of the ΔToi
determines the total duration of the hydrate dissociation. When the production environmental
temperature is at about 10 °C, the period of ΔToi is twice as long than for other groups.
The total production times and maximum of ΔToi with different production environment
temperatures are shown in Figure 10. The production time generally decreases with the temperature of
the air bath. In addition, the production time at different production temperatures are similar, except at
10 °C. The changes of temperature difference indicate that the heat transfer is affected by the thermal
properties of the hydrate sediments. When the temperature and pressure conditions are higher than the
equilibrium condition, the hydrate around the wall decomposes first and absorbs heat. Then the
remaining heat flows into the inner ring of the reactor, which leads to the temperature difference
phenomenon.
Figure 10. Maximum of ΔToi and production time with different production temperature.
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However, at around the equilibrium conditions, the hydrate dissociates slowly and homogeneously
and the temperature difference is much small than under the other conditions. Kamath et al. [23] also
proved the dissociation of hydrates in sand is an unsteady state process, because as hydrate dissociates,
the sand starts building a layer on the top of the core increasing the resistance to heat transfer. It was
also considered that the heat transfer from the dissociated zone to the dissociating zone takes place by
conduction through the sand zone. When the production temperature increases, the dissociation rate
and the heat absorbed for dissociation grows. The heat conducted from the dissociated zone could not
supply this. Therefore, the temperature difference could be increased by increase the production
temperature. However, when the production temperature increases to 40 °C, the ΔToi is little smaller
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than that of 35 °C. That may be determined by saturation of the hydrate which has the effect of
absorbing heat from the surroundings.
5. Conclusions
In this paper, experiments were conducted to examine the heat transfer performance during hydrate
formation and dissociation using a 5 L volume reactor. The hydrate was dissociated in a closed reactor
by the thermal method. From the experimental results, the following conclusions can be drawn:
(1) An apparent temperature difference is obtained between the two radial positions in the reactor
when the hydrate begins to form, which is led by the exothermic process and the change of the thermal
properties of hydrates. There are two stages for the formation of large amounts of hydrate. The hydrate
at the surface of the reactor forms at first, with the decreasing of temperature and gas penetrating into
the porous media, the hydrate then begins to form in the middle of the reactor.
(2) There are three stages in the hydrate dissociates process in a closed reactor by the thermal
method, which is caused by the rate of dissociation and heat flow. The delay of hydrate dissociation
between the inner ring and outer ring positions indicated the existence of a dissociation interface and
moving boundary. An apparent temperature difference appears in the hydrate sediment during the
dissociation process. However, the hydrate dissociates homogeneously and the temperature difference
is much lower than under other condition when the production environment temperature is around
10 °C. Under this experimental conditions, the temperature of the convection of water in porous media
is ignored. The heat is mainly conducted into the dissociated zone and into the dissociating zone.
(3) With the increasing temperature of the air bath, the maximum of ΔToi grows except when the
temperature comes to 40 °C. The period of ΔToi are in accordance with the total time of hydrate
dissociation. The period of ΔToi with environment of 10 °C is about twice as long than in the
other groups.
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