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Abstract: We present in this paper the effects of Dzyaloshinskii–Moriya (DM) magneto–electric
coupling between ferroelectric and magnetic interface atomic layers in a superlattice formed by
alternate magnetic and ferroelectric films. We consider two cases: magnetic and ferroelectric films
have the simple cubic lattice and the triangular lattice. In the two cases, magnetic films have
Heisenberg spins interacting with each other via an exchange J and a DM interaction with the
ferroelectric interface. The electrical polarizations of ±1 are assumed for the ferroelectric films.
We determine the ground-state (GS) spin configuration in the magnetic film and study the phase
transition in each case. In the simple cubic lattice case, in zero field, the GS is periodically non
collinear (helical structure) and in an applied field H perpendicular to the layers, it shows the
existence of skyrmions at the interface. Using the Green’s function method we study the spin waves
(SW) excited in a monolayer and also in a bilayer sandwiched between ferroelectric films, in zero field.
We show that the DM interaction strongly affects the long-wave length SW mode. We calculate also
the magnetization at low temperatures. We use next Monte Carlo simulations to calculate various
physical quantities at finite temperatures such as the critical temperature, the layer magnetization and
the layer polarization, as functions of the magneto–electric DM coupling and the applied magnetic
field. Phase transition to the disordered phase is studied. In the case of the triangular lattice, we show
the formation of skyrmions even in zero field and a skyrmion crystal in an applied field when
the interface coupling between the ferroelectric film and the ferromagnetic film is rather strong.
The skyrmion crystal is stable in a large region of the external magnetic field. The phase transition
is studied.
Keywords: superlattice; magneto–ferroelectric coupling; spin waves; skyrmions; phase transition;
Green’s function theory; Monte Carlo simulation

1. Introduction
Magnetic skyrmions are topological configurations of spin vortices [1,2]. Skyrmions and
vortices have drawn enormous attention due to their fundamental and practical importance [3–8].
Skyrmions hold great promise as a basis for future digital technologies [9–18]. Information flow in
next-generation spintronic devices could be associated with metastable isolated skyrmions guided
along magnetic stripes [19,20]. Ferromagnetic skyrmions formed in ferromagnet/ferroelectric
or heavy-metal multilayers [5] are generally considered as elements of skyrmionic race-track
memory [17,21]. Skyrmions have been experimentally observed, created and manipulated in a
number of material systems, including magnetic materials [4,6,7,10,22–30], multiferroic materials
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and superlattices [31–33]. Skyrmions have been recently observed in conducting and insulating
helimagnets under an applied magnetic field [4,23]. Under an applied magnetic field, the spiral
structure due to a Dzyaloshinskii–Moriya (DM) transforms into a skyrmion crystal [34].
The anomalous thermodynamic properties of the paradigmatic frustrated spin-1/2
triangular-lattice Heisenberg magnetic films has remained an open topic of research over decades,
both experimentally and theoretically. Shen et al. have demonstrated that the observed unusual
spin correlations and thermodynamics can be described by a transverse field Ising model on the
triangular lattice with a ferro-multipolar order [35]. Kurumaji et al. have reported the emergence of a
Bloch-type skyrmion state in the frustrated centrosymmetric triangular-lattice magnet Gd2 PdSi3 [36].
They have observed a giant topological Hall response, indicating a field-induced skyrmion phase.
Note that the phase diagram of a spin-1/2 Heisenberg antiferromagnet on the triangular lattice with
first- and second-neighbor interactions was investigated in Ref. [37]. It was discovered regions of 120◦
and collinear stripe order, separated by an intermediate nonmagnetic phase. Remarkably, numerical
simulations performed in Ref. [38] revealed two crossover low-temperature and high-temperature
scales. It is shown that in the intermediate regime between the low-temperature scale and the higher
one, the ’rotonlike’ excitations are activated with a strong chiral component.
Multiferroic materials, or materials with the simultaneously coexistence and coupling of
ferroelectric and magnetic orders, have returned to the forefront of condensed matter research.
Developing heterostructures and superlattices of multiferroics (two-component [ A/B] N superlattice
with A—magnetic film, B—ferroelectric film, N—number of repetitions) are attracting increasing
interest and provoking extensive research activity due to the broken mirror symmetry at interface
between two materials (the Dzyaloshinskii–Moriya interaction can only appear in systems that break
bulk inversion symmetry or mirror symmetry). Therefore, superstructures naturally lead to the creation
of skyrmions at different interfaces which have a unique dynamics compared to the spin structures
created at the interface of the same elements. Enormous attention was paid to studying the non-uniform
states in magnetic/ferroelectric superlattices both theoretically [39] and experimentally [40–42].
Recently, magnetic/ferroelectric superlattices attract much of attention as magneto–electric (ME)
materials [41,42]. Spin waves and skyrmions in “unfrustrated” magnetoelectric superlattices with a
Dzyaloshinskii–Moriya (DM) interface coupling have been studied [39].
Note that in Ref. [39], we investigated the effects of Dzyaloshinskii–Moriya (DM)
magneto-ferroelectric interaction in an unfrustrated ferromagnetic/ferroelectric superlattice. In zero
external magnetic field, we showed that the ground-state spin configuration is periodically
non-collinear. Through the use of a two-time Green’s functions, we calculated the spin wave spectrum
in a monolayer and in a bilayer sandwiched between two ferroelectric films. We showed that when
magnetic field is applied in the direction perpendicular to the plane of layers, the skyrmions are
arranged to form a crystalline structure at the interface. In Ref. [43] the effect of the frustration in
a superlattice composed of alternating frustrated magnetic and ferroelectric films was investigated.
We showed in particular that the frustration gives rise to an enhancement of skyrmions created by
the DM interaction at the magneto–electric interface in an external field. In these works, we have
considered the magnetic and ferroelectric films with a simple cubic lattice.
The purpose of this paper is to show the main features of our results obtained for a
magneto–ferroelectric superlattice where the interface coupling is a DM interaction. The effect of
the frustration due to the competing next-nearest-neighbor (NNN) interaction is emphasized. Since
the interface coupling with a DM interaction creates the frustration at the interface, it is desirable to
consider the case of triangular lattice because this lattice is known to be frustrated when non-collinear
spin configurations are present. The purpose of this paper includes thus this so-far-missing case to see
the effect of the DM interface coupling on the properties of skyrmions. As it turns out, we find several
striking features among which (i) skyrmions are created even without an applied magnetic field, (ii)
skyrmions are stable in a large region of magnetic field. These results are important for applications
because skyrmions which are magnetic textures can be manipulated by an electric field.
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The paper is organized as follows. Section 2 is devoted to the description of our model and
the determination of the ground-state spin configuration with and without applied magnetic field.
Skyrmion crystal is shown with varying interface parameters. Section 3 shows the results for spin-wave
spectrum obtained by the Green’s function method. Results of Monte Carlo simulations for the phase
transition in the system is shown in Section 4. These results show that the skyrmion crystal is stable at
finite temperatures below a transition temperature Tc . The case of the triangular lattice is shown in
Sections 5 and 6. A discussion on experimental interest of our model is given in Section 7. Concluding
remarks are given in Section 8.
2. Model—Ground State
Consider a superlattice composed of alternate magnetic and ferroelectric films. Both have the
structure of simple cubic lattice of the same lattice constant, for simplicity. The Hamiltonian of this
multiferroic superlattice is expressed as:

H = Hm + H f + Hm f

(1)

where Hm and H f are the Hamiltonians of the magnetic and ferroelectric subsystems, respectively,
Hm f denotes Hamiltonian of magneto–electric interaction at the interface of two adjacent films. We are
interested in the frustrated regime. Therefore we describe the Hamiltonian of the magnetic film with
the Heisenberg spin model on a simple cubic lattice as follows:
2m
Hm = − ∑ Jijm Si · S j − ∑ Jik
Si · S k − ∑ H · Si
i,j

(2)

i

i,k

where Si is the spin on the i-th site, H the external magnetic field, Jijm the magnetic interaction between
two spins at i and j sites. We shall take into account both the nearest neighbors (NN) interaction,
denoted by J m , and the next-nearest neighbor (NNN) interaction denoted by J 2m . We consider J m > 0
to be the same everywhere in the magnetic film. To introduce the frustration we shall consider J 2m < 0,
namely antiferromagnetic interaction, the same everywhere. The external magnetic field H is applied
along the z-axis which is perpendicular to the plane of the layers. The interaction of the spins at the
interface will be given below.
For the ferroelectric film, we suppose for simplicity that electric polarizations are Ising-like vectors
of magnitude 1, pointing in the ±z direction. The Hamiltonian is given by
H f = − ∑ Jij Pi · P j − ∑ Jik Pi · Pk
f

2f

i,j

(3)

i,k

f

where Pi is the polarization on the i-th lattice site, Jij the interaction parameter between polarizations
f

at sites i and j. Similar to the magnetic subsystem we will take the same Jij = J f > 0 for all NN pairs,
and Jij = J 2 f < 0 for NNN pairs.
Before introducing the DM interface interaction, let us emphasize that the bulk J1 − J2 model on
the simple cubic lattice has been studied with Heisenberg spins [44] and the Ising model [45] where
J1 and J2 are both antiferromagnetic (<0). The critical value | J2c | = 0.25| J1 | above which the bipartite
antiferromagnetic ordering changes into a frustrated ordering where a line is with spins up, and its
neighboring lines are with spins down. In the case of J m > 0 (ferro), and J 2m < 0, it is easy to show
that the critical value where the ferromagnetic becomes antiferromagnetic is Jc2m = −0.5J m . Below this
value, the antiferromagnetic ordering replaces the ferromagnetic ordering.
We know that the DM interaction is written as
HDM = Di,j · Si × Sj

(4)
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where Si is the spin of the i-th magnetic ion, and Di,j is the Dzyaloshinskii–Moriya vector. The vector
Di,j is proportional to the vector product R × ri,j of the vector R which specifies the displacement of
the ligand (for example, oxygen) and the unit vector ri,j along the axis connecting the magnetic ions i
and j (see Figure 1). One then has
Di,j

= R × ri,j

D j,i

= R × r j,i = −Di,j

(5)

We define thus
Di,j = Dei,j z

(6)

where D is a constant, z the unit vector on the z axis, and ei,j = −e j,i = 1.

Figure 1. (a) Magneto-ferroelectric superlattice composed of alternately a ferroelectric film and a
ferromagnetic film. Each of the ferroelectric and ferromagnetic films has n atomic layers as shown,
(b) interfacial coupling between a polarization P with 5 spins in a Dzyaloshinskii–Moriya (DM)
interaction, (c) positions of the spins in the xy plane and the position of non magnetic ion Oxygen,
defining the DM vector (see text).

For the magneto–electric interaction at the interface, we choose the interface Hamiltonian
following Ref. [39]:


mf
Hm f = ∑ Ji,j ei,j Pk · Si × Sj
(7)
i,j,k

where Pk is the polarization at the site k of the ferroelectric interface layer, while Si and Sj belong to
mf

the interface magnetic layer. In this expression Ji,j ei,j Pk plays the role of the DM vector perpendicular
to the xy plane, given by Equation (6). When summing the neighboring pairs (i, j), attention should be
paid on the signs of ei,j and Si × Sj (see example in Ref. [39]).
mf

Hereafter, we suppose Ji,j = J m f independent of (i, j).
Since Pk is in the z direction, i.e., the DM vector is in the z direction, in the absence of an applied
field the spins in the magnetic films will lie in the xy plane to minimize the interface interaction energy,
according to Equation (7).
From Equation (7), we see that the magneto–electric interaction J m f favors a canted (non collinear)
spin structure. It competes with the exchange interactions J m and J 2m of Hm which favor collinear
(ferro and antiferro) spin configurations. In ferroelectric films, there is just ferro- or antiferromagnetic
ordering due to the Ising nature. Usually the magnetic or ferroelectric exchange interaction is the
leading term in the Hamiltonian, so that in many situations the magneto–electric effect is negligible.
However, in nanofilms of superlattices the magneto–electric interaction is crucial for the creation of
non-collinear long-range spin order. It has been shown that Rashba spin-orbit coupling can lead to a
strong DM interaction at the interface [46,47], where the broken inversion symmetry at the interface
can change the magnetic states.
Since the polarizations are along the z axis, the interface DM interaction is minimum when Si
and Sj lie in the xy interface plane and perpendicular to each other. However the collinear exchange
interactions among the spins will compete with the DM perpendicular configuration. The resulting

Entropy 2020, 22, 862

5 of 16

configuration is non collinear. In the general case where a magnetic field is applied and there is also
the frustration, we use the steepest descent method [34,39] to determine the ground state.
We show in Figure 2 an example where H = 0 with no NNN interaction. The magnetic film has a
single layer. The GS spin configurations have periodic structures. Several remarks are in order:
(i) Each spin has the same turning angle θ with its NN in both x and y direction. The schematic
zoom in Figure 2c shows that the spins on the same diagonal (spins 1 and 2, spins 3 and 4) are parallel.
This explains the structures shown in Figure 2a,b.
(ii) The periodicity of the diagonal parallel lines depends on the value of θ (comparing Figure 2a
and Figure 2b). With a large size of N, the periodic conditions have no significant effects.

Figure 2. Ground-state (GS) spin configurations for (a): J m f = −0.45, (b): J m f = −1.2, with H = 0,
(c): angles between nearest neighbors (NN) are schematically zoomed. See text for comments.

Let us show now an example with H 6= 0 in Figure 3 with a frustration due to NNN interaction.

Figure 3. (a) 3D view of the GS configuration of the interface for moderate frustration J 2m = J 2 f = −0.2.
(b) 3D view of the GS configuration of the second magnetic layers, (c) zoom of a skyrmion on the
interface layer: red denotes up spin, four spins with clear blue color are down spin, other colors
correspond to spin orientations between the two. The skyrmion is of the Bloch type, (d) z-components
of spins across the skyrmion shown in (c). Other parameters: J m = J f = 1, J m f = −1.25 and H = 0.25.

At this field strength H = 0.25, if we increase the frustration, for example J 2m = J 2 f = −0.3,
then the skyrmion structure is enhanced: we can observe a clear 3D skyrmion crystal structure not
only in the interface layer but also in the interior layers (not shown).
3. Spin Waves
Here let us show theoretically spin-waves (SW) excited in the magnetic film in zero field, in some
simple cases of the simple cubic lattice. The method we employ is the Green’s function technique for
non collinear spin configurations which has been shown to be efficient for studying low-T properties of
quantum spin systems such as helimagnets [48] and systems with a DM interaction [49]. This technique
is rather lengthy to describe here. The reader is referred to these papers for mathematical details.
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Let us show here the resulting spin-wave energy in the case of the NN interaction only (the case
including the NNN interaction which is more complicated will be subject of a future study):
E
A

= ±

q

( A + B)( A − B)

m

(8)

z

z

= − J [8 < S > cos θ − 4 < S > γ(cos θ + 1)]
−4D sin θ < Sz > γ + 8D sin θ < Sz >

B

m

z

(9)
z

= 4J < S > γ(cos θ − 1) − 4D sin θ < S > γ

(10)

where γ = (cos k x a + cos k y a)/2, k x and k y being the wave-vector components in the xy planes,
mf

a the lattice constant, θ the angle between two NN spins given by θ = arctan(− 2JJ m ). < Sz > is
the statistical average of the z spin-component. Other parameters J m and D have been defined in
Equations (2) and (6).
We show in Figure 4 the spin-wave energy E versus the wave vector k = k x = k y , for weak and
strong values of the DM interaction strength D. For the weak value of θ (Figure 4a), namely weak J m f ,
the long-wave length mode energy (k → 0) is proportional to k2 as in ferromagnets, while for strong θ
(Figure 4b), E is proportional to k as in antiferromagnets. The effect of the DM interaction is thus very
strong on the spin-wave behavior.
The case of a bilayer as well as the effects of other parameters on the spin-wave spectrum are
shown in Ref. [39].

Figure 4. Spin-wave energy E(k) versus k (k ≡ k x = k z ) for (a) θ = 0.3 radian and (b) θ = 1 for a
monolayer at T = 0. See text for comments.

4. Phase Transition
This section concerns the simple cubic lattice considered above. We have seen the skyrmion
crystal in Figure 3 at T = 0. Shall this structure survive at finite T? To answer this question we have
performed Monte Carlo simulations using the Metropolis algorithm [50]. We have to define an order
parameter for the skyrmion crystal. In complicated spin orderings such as spin glasses, we have to
follow each individual spin during the time. If it is frozen then its time average is not zero. This is
called Edwards–Anderson order parameter for spin glasses [51].
For the magnetic films, the definition of an order parameter for a skyrmion crystal is not obvious.
Taking advantage of the fact that we know the GS, we define the order parameter as the projection of
an actual spin configuration at a given T on its GS and we take the time average. This order parameter
of layer n is thus defined as
Mm ( n ) =

1
2
N ( t a − t0 )

ta

∑ | ∑ Si (T, t) · S0i (T = 0)|

i ∈ n t = t0

(11)
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where Si ( T, t) is the i-th spin at the time t, at temperature T, and Si ( T = 0) is its state in the GS.
The order parameter Mm (n) is close to 1 at very low T where each spin is only weakly deviated from
its state in the GS. Mm (n) is zero when every spin strongly fluctuates in the paramagnetic state.
For the ferroelectric films, the order parameter M f (n) of layer n is defined as the magnetization
M f (n) =

1
h|
Piz |i
N 2 i∑
∈n

(12)

where h. . .i denotes the time average. The total order parameters Mm and M f are the sum of the layer
order parameters, namely Mm = ∑n Mm (n) and M f = ∑n M f (n).
In Figure 5 we show the magnetic energy and magnetic order parameter versus temperature in an
external magnetic field, for various sets of NNN interactions. Note that the phase transition occurs at
the energy curvature changes, namely at the maximum of the specific heat. The red curve in Figure 5a
is for both sets ( J 2m = J 2 f = −0.4) and ( J 2m = −0.4, J 2 f = 0). The change of curvature takes place at
Tcm ' 0.60. It means that the ferroelectric frustration does not affect the magnetic skyrmion transition
at such a strong magnetic frustration ( J 2m = −0.4). For ( J 2m = 0, J 2 f = −0.4), namely no magnetic
frustration, the transition takes place at a much higher temperature Tcm ' 1.25. The magnetic order
parameters shown in Figure 5b confirm the skyrmion transition temperatures seen by the curvature
change of the energy in Figure 5a.

Figure 5. (a) Energy of the magnetic films versus temperature T for ( J 2m = J 2 f = −0.4) (red),
coinciding with the curve for ( J 2m = −0.4, J 2 f = 0) (black, hidden behind the red curve). Blue curve
is for ( J 2m = 0, J 2 f = −0.4); (b) order parameter of the magnetic films versus temperature T for
( J 2m = J 2 f = −0.4) (red), ( J 2m = −0.4, J 2 f = 0) (black), ( J 2m = 0, J 2 f = −0.4) (blue). Other used
parameters: J m f = −1.25, H = 0.25.

5. The Case of Triangular Lattice
We consider the same Hamiltonian as described by equations from (1) to (7). The only difference
is from now the lattice is triangular. For simplicity, we do not take into account the NNN magnetic
interaction in Equation (2).
5.1. Ground State in Zero Field
Let us determine the ground-state spin configurations in zero field in the case of a magnetic
monolayer, sandwiched between two ferroelectric films. The ferromagnetic exchange interaction
among the spins will compete with the perpendicular DM term. The resulting configuration is
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non-collinear. We note that the ferroelectric film has always polarizations along the z axis due to their
Ising character, even when the interface interaction is turned on.
By symmetry, each spin has the same angle θ with its six NN in the xy plane. This is shown in
Figure 6 with a particular choice of the angle between NN, namely 120 degrees. This angle depends on
the ratio

−2J m f
Jm

as seen below. Note that the NNN spins are parallel.

Figure 6. Triangular lattice: ground-state configuration. For clarity, we have taken the angle between
two nearest neighbors to be equal to 120 degrees. Note that with this choice of angle the configuration
is very similar to that of the antiferromagnetic triangular lattice. See text for formula of the general
angle. Note also that the next-nearest neighbor (NNN) spins are parallel.

For the triangular lattice, we limit ourselves to the case of NN interaction only, namely the
magnetic Hamiltonian (2) without J 2m . Using this and the interface coupling (7), we write the energy
of the spin Si as
Ei = −6J m S2 cos(θ ) + 12J m f Pz S2 sin(θ )
(13)
where θ = |θ(i,j) |. Care should be taken on the signs of sin(θ(i,j) ) when counting NN: two opposite NN
have opposite signs of the spin products, and the opposite coefficients e(i,j) . Note that the coefficient
6 of the first term is the 6 NN exchange interactions and the coefficient 12 of the second term is due
to the fact that each spin has 6 interfacial coupling spin pairs with the NN polarizations in the upper
ferroelectric plane, and 6 with the NN polarizations in the lower ferroelectric plane (we are in the case
of a magnetic monolayer). The minimization of Ei yields, taking Pz = 1 in the ground state and S = 1,
dEi
−2J m f
= 0 → θ = arctan( m )
dθ
J

(14)

We see that when J m f → 0, one has θ → 0, and when J m f → −∞, one has θ → π/2 as it should be.
Note that we will consider in the following J m f < 0 so as to have θ > 0.
In the case when the superlattice has a thickness, the angle between NN in each magnetic layer is
different from that of the neighboring layer. To determine the GS, we minimize the energy of each spin
by using the numerical minimization “steepest descent method” as described before and in Ref. [34].
We use a sample size N × N × L. For most calculations, we select N = 40 and L = Lm + L f = 8
using the periodic boundary conditions in the xy-plane. Exchange parameters between spins and
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polarizations are taken as J m = J f = 1 as before. Examples of the ground state of the magnetic interface
layer in zero field are shown in Figure 7, using small values of interface coupling J m f = −0.20 and
J m f = −0.5. The case J m f = −0.20 corresponding to small angles between spins in the xy plane so that
the GS configurations have ferromagnetic and non-collinear domains as seen in Figure 7a.

Figure 7. (a) Three-dimensional (3D) view of the ground-state (GS) configuration of the interface for
H = 0, J m = J f = 1, J m f = −0.2 and (b) J m f = −0.5.

For the larger value of interface magneto–electric interaction J m f = −0.5, the GS spin
configuration has a periodic non-collinear structure: each spin has the same turning angle θ with its
NN in three triangular directions. We see that the periodicity of the lines connecting the NNN spins
strongly depends on the value of magneto–electric interaction. When the value of the magneto–electric
interaction parameter increases, the periodicity of the spin structure decreases. This dependence of the
periodicity on the magneto–electric interaction can be explained by the fact that the angle θ between
two NN spins is given by Equation (14) which yields the following periodicity σ (unit of lattice spacing)
in each direction:
−2J m f
σ = 2π/θ = 2π/arctan( m )
(15)
J
The periodicity is thus shortened when | J m f | increases.
With increasing magneto–electric interaction parameter value, the competition between
non-collinear magneto–electric interaction also increases. As a result, in the region of the
magneto–electric interaction parameter [−0.75, 0], a periodic non-collinear structure of the ground state
is formed. Figure 8 shows an example with J m f = −0.75 (Figure 8a) where we observe the beginning
of the creation of skyrmions at the interface. Figure 8b shows an example with J m f = −0.85 where we
can observe the skyrmions at the interface and the interior magnetic layer.
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Figure 8. (a) Three-dimensional (3D) view of the ground-state configuration of the interface for H = 0,
J m = J f = 1, J m f = −0.75 and (b) J m f = −0.85.

Figure 9 shows the dependence of the number of skyrmions on the interface magnetic layer
n versus interface magneto–electric interaction parameter J m f in zero field. We see that, as the
magneto–electric interaction becomes stronger, the number of skyrmions tends towards 6. The highest
value of J m f where the skyrmion structure can be observed at zero magnetic field is when
J m f = −1.0. It should be noted that such skyrmions at zero field were not observed in films
with a simple cubic lattice in both frustrated and unfrustrated cases. We note that skyrmions in
a ferromagnetic/ferroelectric superlattices with the triangular lattice can be created in the region
J m f ∈ [−1.0, −0.75] at zero field and are distributed in 3D space in the ferromagnetic film.

Figure 9. Dependence of the number of skyrmions on the interface magnetic layer n versus interface
magneto–electric interaction parameter J m f in zero field. The skyrmion phase is indicated by S.
Other parameters: H = 0, J m = J f = 1.

5.2. Ground State in an Applied Magnetic Field
We apply a magnetic field in the z direction perpendicular to the plane of films. Now there
is a competition between ferromagnetic exchange, magneto–electric interaction between spins and
polarizations at interface layers and the external magnetic field. Let us consider the critical value of the
magneto–electric interaction parameter J m f = 1: at this value the skyrmion phase collapses at H = 0
on the triangular lattice. We show that the GS at that point, namely, J m = 1.0, J f = 1.0, J m f = −1.0,
is very sensitive to the applied magnetic field—a clear and periodic skyrmion structure is formed for
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small magnitude of H. Figure 10a shows the case H = 0.025. We see that a skyrmion lattice is formed
with a perfect symmetry. The skyrmion phase for the critical value J m f = −1.0 is stable in the region
of the external magnetic field [0.01, 0.24]. At H > 0.24 all the spins are parallel to the z axis in the case
J m f = −1.0. In this model, in zero field we observe a random spatial 3D distribution of skyrmions (see
Figure 8b for example) or in another model (see Figure 5b of our previous work Ref. [39]). However,
in an applied field we observe a crystal structure of skyrmions when the magneto–electric coupling is
strong such as the cases shown in Figure 10.

Figure 10. (a) 3D view of the GS configuration at the interface for H = 0.025, J m = J f = 1, J m f = −1.0.
Due to the representation scale, skyrmions seem not circular, but they are. (b) 3D view of the GS
configuration at the interface for H = 0.5, J m = J f = 1, J m f = −1.75.

6. Monte Carlo Results for the Case of Triangular Lattice
Using the same method of Monte Carlo simulation and the same definitions of the magnetic
and ferroelectric order parameters as for the case of simple cubic lattice, we have studied the phase
transition in the magneto–ferroelectric superlattice with the triangular lattice.
In Figure 11 we display the magnetic energy and the magnetic order parameter versus temperature
T without an external magnetic field for various value of magneto–electric interaction. The red curve
in Figure 11a corresponds to the set J m = J f = 1.0, J m f = −1.0, which coincides with the result for
J m = J f = 1.0, J m f = −1.75. The change of curvature takes place at Tcm = 1.75 for both cases, meaning
that the magneto–electric interaction does not affect the magnetic phase transition temperature at such
a large region of J m f (−1.75, . . . , −1.0). In this region of J m f we do not have skyrmions at the interface
without an external field. We note that in a case of magneto–electric superlattice with the simple
cubic lattice, J m f strongly affects the critical temperature [39]. The dependence of magnetic order
parameters versus T is shown in Figure 11b (red and green dots) confirm the phase transition from
the non-collinear phase to the paramagnetic phase occurring at temperatures seen by the curvature
change of the energy in Figure 11a. We display in Figure 11a also the case where J m = J f = 1.0, with a
strong value of J m f : J m f = −4.25 (blue line). As seen, such a strong magneto–electric interaction at
the interface removes the phase transition: the order parameter never vanishes, as seen in Figure 11b
(blue curve).
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Figure 11. (a) Energy of the magnetic film on the triangular lattice versus temperature T for J m = J f = 1,
J m f = −1.0 (red, hidden behind the green curve), coinciding with the curve for J m = J f = 1,
J m f = −1.75 (green), the blue curve is for J m = J f = 1, J m f = −4.25, (b) order parameter of the
magnetic film versus temperature with the same color code. See text for comments.

7. Discussion on the Applicability of the Model
Applications of skyrmions in spintronics have been largely discussed and their advantages
compared to early magnetic devices such as magnetic bubbles have been pointed out in a recent
review by W. Kang et al. [52]. Among the most important applications of skyrmions, let us
mention skyrmion-based racetrack memory [53], skyrmion-based logic gates [54,55], skyrmion-based
transistor [56–58] and skyrmion-based artificial synapse and neuron devices [59,60].
The manipulations with skyrmions were first demonstrated in the diatomic PdFe layer on the
iridium substrate, and the importance of this achievement for the technology of information storing
is difficult to overestimate: it makes possible to write and read the individual skyrmions using a
spin-polarized tunneling current [7]. In Ref. [61], the possibility of the nucleation of skyrmions by the
electric field by means of an inhomogeneous magneto–electric effect was established.
The above mentioned applications of skyrmions have motivated the present work. Our model
is interesting when the magneto–electric interaction is large, in the order of the magnetic interaction.
Fortunately, this condition is realizable using the magneto–electric coupling in superlattices. Let us
cite a number of works showing strong and very strong magneto–electric (ME) interactions to justify
the applicability of our model. Values of ME interactions depend on the materials, but they are of
the order of the ferromagnetic interaction or even larger as found in a lot of experiments among
which we mention below. We note that ideal multiferroic memory cell could offer the possibility
to electrically write the magnetic state, which then can be read out in a non-destructive manner.
Such a multiferroic memory concept combines the high speed of existing electronics with the remnant
properties of magnetism and thus joins the best aspects of existing ferroelectric and magnetic data
storage memories. The realization of such devices requires an electrical control of magnetism,
i.e., a strong magneto–electric coupling between the magnetic moments and the electric polarizations.
Magneto–electric materials are one example of "smart" materials in which the coupling of such different
physical quantities produces new phenomena, which are more than just the sum of the original ones,
possessing, e.g., sensing and actuating functions in the same compound. The magnitude of the
novel coupling phenomena between dielectric and magnetic properties is bounded by the product
of the permittivity and the permeability in case of magneto–electric materials. Thus, compounds
which easily polarize in response of an electric and magnetic field may exhibit large magneto–electric
effects. This requirement is usually fulfilled by multiferroic materials (see Ref. [62] and references cited
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therein). We mention a few experimental works among the numerous experiments showing large
magneto–electric couplings with comments on some works [63–68].
8. Conclusions
We have studied the phase transition and ground-state configurations in superlattices formed
by alternate magnetic and ferroelectric films by the use of Monte Carlo simulation and the steepest
descent method. We have taken into account a DM interaction at the interface and the frustration
due to the NNN interactions. The crystal structure is the simple cubic lattice, the magnetic spins are
the Heisenberg model and the polarizations are assumed to be of an Ising-like model. The skyrmion
crystal is shown to be formed under an applied magnetic field and is stable at finite temperatures.
This may have interesting applications in transport by skyrmions.
In the second part, we have considered the magnetic and ferroelectric films of triangular
lattice with respectively Heisenberg spins and Ising-like polarizations. We found the formation
of a stable skyrmions in the ground state of ferromagnetic/ferroelectric superlattices even at zero
applied magnetic field in a region of interface coupling J m f ∈ [−1.0, −0.75]. In the ferromagnetic
film the skyrmions are distributed in 3D space. Very strong magneto–electric interactions at the
interface leads to the disappearance of the magnetic phase transition, unlike the case of simple cubic
lattice where we observed very strong first-order phase transitions at large values of the interface
magneto–electric interaction. The existence of skyrmions at the magneto–ferroelectric interface in the
ground state at zero magnetic field is very interesting and may have practical applications in digital
technologies and spintronics. We found the formation of a perfect skyrmions lattice at acceptable
values of magneto–electric interaction in a large region of the external magnetic field.
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Gan, C.K.; et al. Tunable room-temperature magnetic skyrmions in Ir/Fe/Co/Pt multilayers. Nat. Mater.
2017, 16, 898–904. [CrossRef] [PubMed]
Dupé, B.; Bihlmayer, G.; Böttcher, M.; Blügel, S.; Heinze, S. Engineering skyrmions in transition-metal
multilayers for spintronics. Nat. Commun. 2016, 7, 11779. [CrossRef] [PubMed]
Müller, J.; Rosch, A.; Garst, M. Edge instabilities and skyrmion creation in magnetic layers. New J. Phys. 2016,
18, 065006. [CrossRef]
Rosch, A. Spintronics: Electric control of skyrmions. Nat. Nanotechnol. 2017, 12, 103–104.
Shen, L.; Xia, J.; Zhao, G.; Zhang, X.; Ezawa, M.; Tretiakov, O.A.; Liu, X.; Zhou, Y. Spin torque nano-oscillators
based on antiferromagnetic skyrmions. Appl. Phys. Lett. 2019, 114, 042402. [CrossRef]
Fert, A.; Cros, V.; Sampaio, J. Skyrmions on the track. Nat. Nanotechnol. 2013, 8, 152–156. [CrossRef]
Bessarab, P.; Yudin, D.; Gulevich, D.; Wadley, P.; Titov, M.; Tretiakov O.A. Stability and lifetime of
antiferromagnetic skyrmions. Phys. Rev. B 2019, 99, 140411. [CrossRef]
Koshibae, W.; Kaneko, Y.; Iwasaki, J.; Kawasaki, M.; Tokura, Y.; Nagaosa, N. Memory functions of magnetic
skyrmions. Jpn. J. Appl. Phys. 2015, 54, 053001. [CrossRef]
Kang, W.; Huang, Y.; Zheng, C.; Lv, W.; Lei, N.; Zhang, Y.; Zhang, X.; Zhou, Y.; Zhao, W. Voltage controlled
magnetic skyrmion motion for racetrack memory. Sci. Rep. 2016, 6, 23164. [CrossRef]
Tomasello, R.; Martinez, E.; Zivieri, R.; Torres, L.; Carpentieri, M.; Finocchio, G. A strategy for the design of
skyrmion racetrack memories. Sci. Rep. 2014, 4, 6784. [CrossRef]
Zhang, X.; Xia, J.; Zhou, Y.; Liu, X.; Zhang, H.; Ezawa, M. Skyrmion dynamics in a frustrated ferromagnetic
film and current-induced helicity locking-unlocking transition. Nat. Commun. 2017, 8, 1717. [CrossRef]
[PubMed]
Mühlbauer, S.; Binz, B.; Jonietz, F.; Pfleiderer, C.; Rosch, A.; Neubauer, A.; Georgii, R.; Böni, P. Skyrmion
lattice in a chiral magnet. Science 2009, 323 , 915–919. [CrossRef] [PubMed]
Du, H.; Che, R.; Kong, L.; Zhao, X.; Jin, C.; Wang, C.; Yang, J.; Ning, W.; Li, W.; Jin, C.; et al. Edge-mediated
skyrmion chain and its collective dynamics in a confined geometry. Nat. Commun. 2015, 6, 8504. [CrossRef]
[PubMed]
Jiang, W.; Upadhyaya, P.; Zhang, W.; Yu, G.; Jungfleisch, M.B.; Fradin, F.Y.; Pearson, J.E.; Tserkovnyak, Y.;
Wang, K.L.; Heinonen, O.; et al. Blowing magnetic skyrmion bubbles. Science 2015, 349, 283–286. [CrossRef]
[PubMed]
Leonov, A.; Monchesky, T.; Romming, N.; Kubetzka, A.; Bogdanov, A.; Wiesendanger, R. The properties of
isolated chiral skyrmions in thin magnetic films. New J. Phys. 2016, 18, 065003. [CrossRef]
Woo, S.; Litzius, K.; Krüger, B.; Im, M.-Y.; Caretta, L.; Richter, K.; Mann, M.; Krone, A.; Reeve, R.M.;
Weigand, M.; et al. Observation of room-temperature magnetic skyrmions and their current-driven dynamics
in ultrathin metallic ferromagnets. Nat. Mater. 2016, 15, 501–506. [CrossRef]
Jiang, W.; Zhang, X.; Yu, G.; Zhang, W.; Wang, X.; Jungfleisch, M.B.; Pearson, J.E.; Cheng, X.; Heinonen, O.;
Wang, K.L.; et al. Direct observation of the skyrmion Hall effect. Nat. Phys. 2017, 13, 162–169. [CrossRef]
Litzius, K.; Lemesh, I.; Krüger, B.; Bassirian, P.; Caretta, L.; Richter, K.; Büttner, F.; Sato, K.; Tretiakov, O.A.;
Förster, J.; et al. Skyrmion Hall effect revealed by direct time-resolved X-ray microscopy. Nat. Phys. 2017, 13,
170–175. [CrossRef]
Woo, S.; Song, K.M.; Han, H.S.; Jung, M.S.; Im, M.Y.; Lee, K.S.; Song, K.S.; Fischer, P.; Hong, J.-I.;
Choi, J.W.; et al. Spin-orbit torque-driven skyrmion dynamics revealed by time-resolved X-ray microscopy.
Nat. Commun. 2017, 8, 15573. [CrossRef]
Seki, S.; Yu, X.; Ishiwata, S.; Tokura, Y. Observation of skyrmions in a multiferroic material. Science, 2012,
336, 198–201. [CrossRef] [PubMed]

Entropy 2020, 22, 862

32.
33.

34.
35.

36.

37.
38.
39.
40.
41.
42.
43.
44.
45.
46.

47.
48.
49.
50.
51.
52.
53.
54.
55.
56.

15 of 16

Nahas, Y.; Prokhorenko, S.; Louis, L.; Gui, Z.; Kornev, I.; Bellaiche, L. Discovery of stable skyrmionic state in
ferroelectric nanocomposites. Nat. Commun. 2015, 6, 8542. [CrossRef] [PubMed]
Kézsmárki, I.; Bordács, S.; Milde, P.; Neuber, E.; Eng, L.M.; White, J.S.; Rønnow, H.M.; Dewhurst, C.D.;
Mochizuki, M.; Yanai, K.; et al. Néel-type skyrmion lattice with confined orientation in the polar magnetic
semiconductor gav 4 s 8. Nat. Mater. 2015, 14, 1116–1122. [CrossRef] [PubMed]
Hog, S.E.; Bailly-Reyre, A.; Diep, H.T. Stability and phase transition of skyrmion crystals generated by
Dzyaloshinskii-Moriya interaction. J. Magn. Magn. Mater. 2018, 455, 32–38. [CrossRef]
Shen, Y.; Liu, C.; Qin, Y.; Shen, S.; Li, Y.D.; Bewley, R.; Schneidewind, A.; Chen, G.; Zhao, J. Intertwined
dipolar and multipolar order in the triangular-lattice magnet TmMgGaO4 . Nat. Commun. 2019, 10, 1–7.
[CrossRef]
Kurumaji, T.; Nakajima, T.; Hirschberger, M.; Kikkawa, A.; Yamasaki, Y.; Sagayama, H.; Nakao, H.;
Taguchi, Y.; Arima, T.; Tokura, Y. Skyrmion lattice with a giant topological Hall effect in a frustrated
triangular-lattice magnet. Science 2019, 365, 914–918. [CrossRef]
Oitmaa, J. Magnetic phases in the J1 − J2 Heisenberg antiferromagnet on the triangular lattice. Phys. Rev. B
2020, 101, 214422. [CrossRef]
Chen, L.; Qu, D.W.; Li, H.; Chen, B.B.; Gong, S.S.; von Delft, J.; Weichselbaum, A.; Li, W. Two-temperature
scales in the triangular-lattice Heisenberg antiferromagnet. Phys. Rev. B 2019, 99, 140404. [CrossRef]
Sharafullin, I.F.; Kharrasov, M.K.; Diep, H.T. Dzyaloshinskii-Moriya interaction in magnetoferroelectric
superlattices: Spin waves and skyrmions. Phys. Rev. B 2019, 99, 214420. [CrossRef]
Zheng, H.; Wang, J.; Lofland, S.; Ma, Z.; Mohaddes-Ardabili, L.; Zhao, T.; Salamanca-Riba, L.G.; Shinde, S.V.;
Ogale, S.B.; Bai, F.; et al. Multiferroic BaTiO3 -CoFe2 O4 nanostructures. Science 2004, 303, 661–663. [CrossRef]
Bibes, M.; Barthélémy, A. Multiferroics: Towards a magnetoelectric memory. Nat. Mater. 2008, 7, 425–426.
[CrossRef] [PubMed]
Sergienko, I.A.; Dagotto, E. Role of the Dzyaloshinskii-Moriya interaction in multiferroic perovskites.
Phys. Rev. B 2006, 73, 094434. [CrossRef]
Sharafullin, I.F.; Diep, H.T. Skyrmion Crystals and Phase Transitions in Magneto-Ferroelectric Superlattices:
Dzyaloshinskii-Moriya Interaction in a Frustrated J1 − J2 Model. Symmetry 2020, 12, 26–41. [CrossRef]
Pinettes, C.; Diep, H.T. Phase transition and phase diagram of the J1 − J2 Heisenberg model on a simple
cubic lattice. J. Appl. Phys. 1998, 83, 6317. [CrossRef]
Hoang, D.-T.; Magnin, Y.; Diep, H.T. Spin resistivity in the frustrated J1 − J2 model. Mod. Phys. Lett. 2011, 25,
937–945. [CrossRef]
Yang, H.; Chen, G.; Cotta, A.A.C.; N’ Diaye, A.T.; Nikolaev, S.A.; Soares, E.A.; Macedo, W.A.A.; Liu, K.;
Schmid, A.K.; Fert, A.; et al. Significant Dzyaloshinskii-Moriya interaction at graphene-ferromagnet
interfaces due to the Rashba effect. Nat. Mater. 2018, 17, 605–609. [CrossRef]
Manchon, A.; Koo, H.C.; Nitta, J.; Frolov, S.; Duine, R. New perspectives for Rashba spin-orbit coupling.
Nat. Mater. 2015 , 14, 871–882. [CrossRef]
Diep, H.T. Quantum theory of helimagnetic thin films. Phys. Rev. B 2015, 91, 014436. [CrossRef]
Hog, S.E.; Diep, H.T.; Puszkarski, H. Theory of magnons in spin systems with Dzyaloshinskii-Moriya
interaction. J. Phys. Condens. Matter 2017, 29, 305001. [CrossRef]
Landau, D.P.; Binder, K. A Guide to Monte Carlo Simulations in Statistical Physics; Cambridge University Press:
London, UK, 2009.
Mézard, M.; Parisi, M.; Virasoro, M. Spin Glass Theory and Beyond an Introduction to the Replica Method and Its
Applications; World Scientific: Singapore, 1986.
Kang, W.; Huang, Y.; Zhang, X.; Zhou, Y.; Zhao, W. Skyrmion- Electronics: An Overview and Outlook.
Proc. IEEE 2016, 104, 2040–2061. [CrossRef]
Parkin, S.S.P.; Hayashi, M.; Thomas, L. Magnetic domain-wall racetrack memory. Science 2008, 320, 190–194.
[CrossRef] [PubMed]
Zhang, X.; Motohiko, E.M.; Zhou, Y. Magnetic skyrmion logic gates: Conversion, duplication and merging
of skyrmions. Sci. Rep. 2015, 5, 9400. [CrossRef] [PubMed]
Zhou, Y.; Ezawa, M. A reversible conversion between a skyrmion and a domain-wall pair in junction
geometry. Nat. Commun. 2014, 5 , 1–8. [CrossRef] [PubMed]
Zhang, X.; Zhou, Y.; Ezawa, M.; Zhao, G.P.; Zhao, W. Magnetic skyrmion transistor: Skyrmion motion in a
voltage-gated nanotrack. Sci. Rep. 2015, 5, 11369. [CrossRef]

Entropy 2020, 22, 862

57.
58.

59.
60.
61.
62.
63.
64.
65.
66.

67.

68.

16 of 16

Kim, J.S.; Jung, S.; Jung, M.H.; You, C.Y.; Swagten, H.J.M.; Koopmans, B. Voltage controlled propagating spin
waves on a perpendicularly magnetized nanowire. arXiv 2014, arXiv:1401.6910.
Shiota, Y.; Murakami, S.; Bonell, F.; Nozaki, T.; Shinjo, T.; Suzuki, Y. Quantitative evaluation of
voltage-induced magnetic anisotropy change by magnetoresistance measurement. Appl. Phys. Express
2011, 4, 43005. [CrossRef]
Huang, Y.; Kang, W.; Zhang, X.; Zhou, Y; Weisheng, Z.W. Magnetic skyrmion-based synaptic devices.
Nanotechnology 2017, 28, 08LT02. [CrossRef]
Li, S.; Kang, W.; Huang, Y.; Zhang, X.; Zhou, Y; Zhao, W. Magnetic skyrmion- based artificial neuron device.
Nanotechnology 2017, 28, 31LT01. [CrossRef]
Pyatakov, A.; Sechin, D.; Sergeev, A.; Nikolaev, A.; Nikolaeva, E.; Logginov, A.; Zvezdin, A. Magnetically
switched electric polarity of domain walls in iron garnet films. Europhys. Lett. 2011, 93, 17001. [CrossRef]
Geprägs, S. Magnetoelectric Interactions in Multiferroic Thin Films and Composites. Ph.D. Thesis, Technical
University of Munich, Munich, Germany, 2011.
Chen, J.; Bai, Y.; Nie, C.; Zhao, S. Strong magnetoelectric effect of Bi4 Ti3 O12 /Bi5 Ti3 FeO15 composite films.
J. Alloys Compd. 2016, 663, 486–486. [CrossRef]
Golovenchits, E.; Sanina, V. Magnetic and Magnetoelectric Dynamics in RMn2 O5 (R = Gd and Eu) in
Magnetoelectric Interaction Phenomena; Springer: Dordrecht, The Netherlands, 2004.
Jedrecy, N.; Von Bardeleben, H.J.; Badjeck, V.; Demaille, D.D.; Stanescu, D.; Magnan, H.; Barbier, A. Strong
magnetoelectric coupling in multiferroic Co/BaTiO thin films. Phys. Rev. B 2013, 88, 121409. [CrossRef]
Laletin, V. M.; Paddubnaya, N. Frequency and field dependence of magnetoelectric interactions in layered
ferromagnetic transition metal-piezoelectric lead zirconate titanate. Appl. Phys. Lett. 2005, 87, 222507.
[CrossRef]
Srinivasan, G.; De Vreugd, C. P.; Bichurin, M. I.; Petrov, V. Magnetoelectric interactions in bilayers of yttrium
iron garnet and lead magnesium niobate-lead titanate: Evidence for strong coupling in single crystals and
epitaxial films. Appl. Phys. Lett. 2005, 86, 222506. [CrossRef]
Srinivasan, G.; Bichurin, M. I.; Mantese, J. V. Ferromagnetic-ferroelectric layered structures: Magnetoelectric
interactions and devices. Integr. Ferroelectr. 2005, 71, 45–57. [CrossRef]
c 2020 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

