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Abstract: The hygroscopicity and thermodynamic properties of Pinus sylvestris L. wood from a coffin
allegedly holding the remains of famous Spanish author Miguel de Cervantes Saavedra (1547–1616)
were studied using the 15 ◦ C and 35 ◦ C isotherms fitted to the Guggenheim–Anderson–de Boer model
and comparing them with the isotherms of recently felled wood of the same species. In addition, using
infrared spectroscopy (FTIR-ATR) and X-ray diffractograms, the functional groups were determined
and the crystallinity and organization of the cell wall components were analyzed. The absence of
the 1740 cm−1 group indicates hemicellulose degradation in the archaeological wood, and the X-ray
diffractograms show a considerable decrease in cellulose crystallinity and disorganization of the
cellulose crystallites. The greater availability of active –OH groups means that the archaeological
wood isotherms are above the juvenile and mature wood isotherms, and therefore the thermodynamic
balance in the sorption of the archaeological wood is greater.
Keywords: archaeological wood; FTIR-ATR; GAB; isotherms; sorption; XRD-technique

1. Introduction
For thousands of years, humans have used wood as a material for applications such as civil
and naval construction, architecture, carpentry, furniture making and sculpture, and many pieces
of wood have helped to write the history of humanity. As it is a biomaterial, wood is exposed to
biotic and/or abiotic degradation capable of endangering constructions and cultural heritage assets of
outstanding value. The study of how the cell wall components respond at chemical and ultrastructural
level provides information about the sorption mechanisms of aged wood in various environments and
helps to ensure proper protection, conservation, and restoration of timber.
Wood is made up mainly of cellulose microfibrils embedded in a matrix of lignin and
hemicellulose [1] and each component degrades differently depending on the environmental conditions:
by oxidation, hydrolyzation, depolymerization, and other chemical processes (Blanchette, 2000).
Signs of biotic deterioration in archaeological wood are mainly caused by fungi and bacteria that
degrade cell wall components. These degrading agents and their effects have been widely studied [2–5],
and because they selectively degrade cell wall components, a hygroscopic study of archaeological
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wood must take into account possible attacks by fungi or bacteria to properly compare its chemical
composition with that of reference wood, normally recently felled wood.
Archaeological wood, regardless of the nature of the site (buried, submerged, exposed,
etc.) continues to provide new data through the study of its chemical composition, crystallinity,
and hygroscopicity. For example, the authors of [6] studied the chemical composition of Picea
abies (L.), Abies alba (Mill.), and Fagus sylvatica (L.) wood in a Bronze Age mine under long-term storage
surrounded by salt for 300 years, reporting that a deacetylation process had taken place. Another
study of wood in contact with salt [7] examined the chemical composition, crystallinity, hygroscopicity,
and thermodynamic properties of Pinus sylvestris L. wood, observing that, except in the first isotherm
interval, equilibrium moisture content (EMC) was higher in the wood surrounded by salt than in the
reference wood, probably due to mechanical blocking of the –OH groups by salt crystals. In addition,
the cellulose and hemicellulose content and the crystallinity index were significantly lower in the
wood surrounded by salt. In wood of Populus spp. aged BP 690–790 years, the authors of [1] reported
that hemicellulose showed a decrease in the carbonyl group content in the glucuronic acid of xylan
and partial depolymerization of lignin and glucomannan. Crystallinity also decreased, explaining,
in conjunction with the chemical composition, the higher EMC in the archaeological wood.
Increased EMC was reported in other studies of archaeological wood, associated with the larger
cellulose amorphous area and the consequent greater availability of active sites, e.g., [8–11]. However,
not all exposures of archaeological wood cause an increase in EMC. Buried wood dated from 1100 years
BC exposed to volcanic ash had lower EMC than that of control wood because of the high temperatures
the wood was subjected to [12], causing it to undergo a similar effect to heat treated wood.
Although archaeological wood is not always altered by the passage of time, such as bristlecone
pine (Pinus aristata (Engelm.)) dated at around 8000 years [13], wood is normally modified either in its
chemical composition or its ultrastructure, and its hygroscopic response varies.
Studying new samples of wood subjected to conditions that are similar to or different from
previously studied exposures therefore adds to our knowledge of the mechanisms of the hygroscopic
response of the cell wall. These response mechanisms remain unknown, probably because the
participation of the complex cell wall structure in water exchange is not fully understood.
The initial hypothesis of this work is that wood buried for more than 400 years will have different
EMC from recently felled reference wood of the same species. However, each time wood with these
characteristics is studied, it is not known whether the EMC trend will be higher or lower, because burial
conditions cause selective degradation of the cell wall components that has a considerable impact on
this trend.
This study compares the hygroscopic response of Pinus sylvestris L. wood that was initially buried
then held in a crypt for 400 years with the response of recently felled juvenile and mature wood of the
same species by plotting the 15 ◦ C and 35 ◦ C isotherms and determining any changes in the functional
groups, cellulose crystallinity, cellulose orientation in relation to the longitudinal direction of the cell,
and the thermodynamic properties of the wood.
2. Materials and Methods
2.1. Archaeological Wood
On 24 January 2015, archaeologist Almudena García Rubio and forensic anthropologist Francisco
Etxeberría announced the finding of a coffin bearing the initials M.C., possibly that of Spain’s
greatest writer, Miguel de Cervantes Saavedra, author of Don Quixote. Miguel de Cervantes died on
23 April 1616 and was buried in the Convent of the Barefoot Trinitarians, in Madrid. One hundred
years later, his remains and those of 16 other people were moved to the convent crypt, where they have
lain ever since. These circumstances have greatly hindered any attempt to identify Cervantes.
The wood of the coffin shows clear signs of deterioration, except where it bears the initials M.C.
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2.2. Wood Identification
To identify the wood and determine whether it had suffered any attacks, part of one of the samples
taken (Figure 1A–C) was used, with orientations in three sections—transverse, tangential, and radial.
The process of softening, staining, and mounting was performed following the methodology of [7].
For light microscopy observation, the wood was softened in a 50/50 water/glycerol mixture for 30 min.
Microscope slides of 15–20 micrometers were prepared using a LEICA SM2400 microtome (Leica,
Holly, MI, USA). Slides were stained in a mixture of 0.5 g safranine powder, 100 mL distilled water,
and 100 mL 96% alcohol. Excess safranine was removed with 96% alcohol and slides were dehydrated
with 96% alcohol and pure alcohol, respectively, before mounting with Eukitt. The samples used for
observation in scanning electron microscopy (SEM) were also oriented in their three sections and dried
for 24 h at 80 ◦ C, then adhered to an aluminum metal disc 20 mm in diameter using conducting tape.
After reaching a vacuum, all the material was coated by gold/palladium sputtering for 90 s at 60 mA.
Observations were also made using a LEICA mod. DM2500 light microscope (Leica Microsystems
Inc., Buffalo Grove, IL, USA) with a DFC420 camera (Leica Microsystems Inc., Buffalo Grove, IL, USA),
image processing software IM50 v.5 release 220, and scanning electron microscopy (SEM) mod. JEOL
JSM-6380. The wood anatomy was described following [14]. The descriptions in [15] and [16] were
used to identify the wood.
The sample is a softwood with distinct growth rings, with abrupt transition, and axial (Figure 1D)
and horizontal resin canals with thin-walled epithelial cells (Figure 1E). Rays heterogeneous,
with window-like cross-field pits (Figure 1F-a) and prominent dentate ray tracheids that do not
occupy the whole cell lumen (Figure 1F-b). These features correspond to P. sylvestris, which occurs in
the northwest of the Madrid region, in Sierra de Guadarrama, and has been widely used for centuries
in this area for construction, carpentry, furniture, and other applications.
The wood shows a high degree of decomposition due to soft-rot fungi, and hyphae are evident
in all pieces examined (Figure 2A–C,G). Chains of cavities were observed inside the secondary wall
of the axial tracheids, similar to those described by [3] due to soft-rot (Figure 2D) and containing
numerous connected cavities at advanced stages of decomposition, as in this case (Figure 2D). Rows of
trabeculae (Figure 2F) were also observed. According to [17], these are associated with attack by fungi,
as described by [18] and [19].
2.3. Reference Material
Recently felled P. sylvestris wood (the same species as the coffin wood) from the Rascafría forest,
in the north of the province of Madrid, was used as reference material to compare the isotherms and the
crystallinity of the coffin wood and the recently felled wood. The reference material was collected in
the same region of provenance (region 10) [20], to avoid the influence of different regions of provenance
on the wood anatomy [21,22].
Three trees more than 90 years old representative of the forest were felled. The juvenile and
mature wood samples were obtained from a disc at breast height in each tree. The two types of recent
wood were compared with the coffin wood because it has been shown that juvenile and mature wood
have different hygroscopic behavior [23].
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The wood shows a high degree of decomposition due to soft-rot fungi, and hyphae are evident
in all pieces examined (Figure 2A–C,G). Chains of cavities were observed inside the secondary wall
of the axial tracheids, similar to those described by [3] due to soft-rot (Figure 2D) and containing
numerous connected cavities at advanced stages of decomposition, as in this case (Figure 2D). Rows
of trabeculae (Figure 2F) were also observed. According to [17], these are associated with attack by
fungi, as described by [18] and [19].
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to 95% at intervals of 15% and a final interval of 5%. It was considered that samples had reached
equilibrium when the change in mass (dm/dt) was less than 0.001% min−1 for 10 min, recording the
change in mass every minute. Moisture content was calculated using (1).
EMC (%) =

Ww − W0
× 100
W0

(1)

Ww : wet weight (g),
W0 : anhydrous weight (g).
The sorption isotherms were fitted using the GAB (Guggenheim–Anderson–de Boer) model,
which is widely used for wood [25,26] (2),
X=

K × C g × aw

 × Xm
(1 − K × aw ) × 1 − K × aw + C g × K × aw

(2)

where X is equilibrium moisture content EMC (%), Xm is monolayer saturation moisture content (%),
Cg is Guggenheim constant (dimensionless), K is constant (dimensionless), and aw is water activity
(dimensionless). The isotherms were considered valid at R > 0.990 and RMSE < 4% [9,10,27].
2.5. Functional Groups. Attenuated Total Reflectance Fourier Transform Infrared (ATR-FTIR) Spectroscopy
Functional groups were determined by ATR-FTIR following the procedure described by [28].
Samples were measured using a Spectra-Tech Performer FTIR spectrophotometer (Thermo Fisher
Scientific, Waltham, MA, USA). Spectra were collected at 4 cm−1 resolution and 64 scans.
2.6. Two-Dimensional (2D) X-Ray Diffraction
All wood samples (1 × 1 × 0.1 cm) were analyzed under the same room temperature conditions
using an X-ray diffractometer equipped with a PHOTON area detector (D8 Venture, Bruker,
Germany)—using Cu Kα radiation. Each sample was measured in three different locations (transmission
mode; incident X-ray beam perpendicular to fiber orientation; 50 mm sample-detector distance; X-ray
beam diameter 0.2 mm; 120 s integration time). For each measurement a 1024 × 1024 image (100 µm
pixel size) was collected. Cellulose crystal alignment, or angular spread (AS), and oriented fraction
were determined from 2D-XRD patterns following the methodology described in greater detail
elsewhere [28]. From 2D-XRD patterns, 2Theta scans were calculated by radially integrating all pixels.
From 2Theta scans, wood crystallinity (crystallite size) and the proportion of crystalline cellulose Iβ
and amorphous cellulose were determined by Rietveld refinement using TOPAS 5.0 (Bruker, Karlsruhe,
Germany). Crystallite size was calculated from the cellulose Iβ phase peaks, considering an isotropous
model. In addition, the full width at half maximum (FWHM) of the main reflections was measured
separately to study the anisotropic peak broadening.
2.7. Thermodynamic Properties
Despite the limitations of using the sorption isotherms to obtain the thermodynamic
properties [29,30], this method was applied because it permits relatively accurate assessment of
the complex water–wood energy relation, and the values calculated are similar to those obtained by
calorimetric methods. The methodology described by [11] was used.
The reference used to calculate total isosteric heat of sorption (IHS) was (3) [31].
Qs = qs + ∆Hvap
where,
Qs is the total IHS (J mol-1 ),
∆Hvap is the latent vaporization heat (constant) (J mol-1 ),

(3)
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qs is the net IHS (J mol-1 ).
Net HIS was calculated using the Clausius–Clapeyron method (4) [32].
qs = −R ×

d × [ln (aw )]
 
d × T1

(4)

where,
qs is the net IHS (J mol−1 ),
aw is the water activity (dimensionless),
T is the absolute temperature (K),
R is the universal gas constant (J (mol K) −1 ).
Total heat of wetting, known as the heat of the sorption process from fiber saturation point (FSP)
to anhydrous state [33], was calculated by integrating the net isosteric heat curve (5) [31].
Zm f
W0 =

qs × dm

(5)

0

where,
W0 is the total heat of wetting (J mol−1 dry wood),
qs is the net IHS (J mol−1 ),
mf is the FSP moisture content (%).
2.8. Statistical Analysis
Statistics Toolbox ver. 6.1 (MATLAB ver. 7.5.0. Release 2007, Natick, MA, USA) was used to fit the
isotherms using the GAB model. To calculate the parameters of the GAB curves and their confidence
intervals, a specific script in MATLAB language was developed.
3. Results and Discussion
3.1. Sorption Isotherms
The isotherms obtained both in the reference wood (juvenile and mature) and the archaeological
wood fitted to a type II sigmoid typical of cellulose-containing materials [31]. The fit to the GAB model
was considered valid given that all the sigmoids met the condition of R > 0.990 and RMSE < 4%.
The isotherms of the juvenile wood (Figure 3, supplementary material: Table S1) are below the
isotherms of the mature wood, as previously reported by [23] in Abies pinsapo (Boiss.) wood, and the
isotherms of both these woods are in turn below those of the archaeological wood, in both adsorption
and desorption, at 15 ◦ C and 35 ◦ C.
The values of Xm , corresponding to the point of the isotherm where physisorption (or multilayer
sorption) starts to prevail over chemisorption (or monolayer sorption), are significantly different
between the three woods, except in the 15 ◦ C isotherm in adsorption between the mature and the
archaeological wood (Table 1). The higher Xm values in adsorption and desorption at both 15 ◦ C
and 35 ◦ C in the archaeological wood indicate that the contribution of the monolayer is greater;
i.e., the archaeological wood has a higher number of active sites available. This increase in –OH groups
in buried wood agrees with the findings for P. sylvestris in place in a covered structure for 205 years [8],
P. sylvestris wood that had spent 103 years under water [9], buried juvenile P. sylvestris wood [10], wood
of Quercus spp. aged 5910 ± 250 BP [11], and poplar wood aged 690–790 BP [1].
In addition, the point of inflexion of the isotherms (Table 1, supplementary material: Figure S1),
where the multilayer starts to predominate over the monolayer, tends to be slightly higher in the
archaeological wood (36.4%), due to this greater availability of –OH groups.
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some species preferentially attack lignin, brown- and soft-rot fungi preferentially attack carbohydrates
and some lignin [3]. In contrast, wood located in aquatic media and buried in saturated soil is usually
attacked by bacteria [34,35]. This indicates that the hygroscopic response in archaeological wood
differs depending on the conditions of exposure and the mechanisms of selective degradation of cell
wall components
types of xylophagous agents.
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the lignin; c: deformation in both the cellulose and the hemicellulose.
environments [38], although in wood submerged for more than 1000 years, both cellulose and
hemicellulose were affected by degradation, especially the latter [39,40], probably cellulose is made
more resistant due to its crystal structure [36]. Figure 6 shows that the intensity of the absorbance
peaks of the archaeological wood is typically lower than those of the juvenile and mature reference
wood. This means that the amount of material that interacts with the infrared beam is less, as a result
of the loss of density due to degradation of the sample.
As expected, the same functional groups were observed in the juvenile and mature wood,
as reported by [23] in A. pinsapo.
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Table 2. Main functional groups present in wood and their absorption band.
Functional Group
Hydroxyl (–OH)
C-H bond
Carbonyl (C=O) a
Lignin b
Deformation strains CH3 . CH2
Carboxyl (C-O)

c

Wave Number (cm−1 )

Juvenile Wood

Mature Wood

Archaeological Wood

3400–3500
2890–2930
1730–1750
1510
1370
1200

3349.75
2888.36
1721.88
1507.34
1368.01
1233.98

3363.97
2889.09
1731.04
1507.82
1370.18
1263.87

3350.95
2938.26
1508.06
1373.79
1220.96

a: vibration of the acetyl and carboxyl groups of the xylan ring; b: vibrations of the benzene ring in the lignin; c:
Forests
2020, 11, xin
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Figure
wood.

3.3. Two-Dimensional
(2D)
X-ray
Diffractiongroups were observed in the juvenile and mature wood, as
As expected, the
same
functional
reported
[23] in A. pinsapo.
Woodby
crystallinity
and structural organization were studied using 2D X-ray diffraction (2D-XRD).
The 2D-XRD patterns of the juvenile and mature wood show a characteristic fiber texture produced
3.3. Two-Dimensional (2D) X-Ray Diffraction
by cellulose Iβ crystals preferentially oriented with their c-axis aligned parallel to the wood fibers
(FigureWood
7A,B).crystallinity
The patternand
of the
mature wood
is very similar
to that using
of the juvenile
although
structural
organization
were studied
2D X-raywood,
diffraction
(2Dthe
former
a slightly
greater
degree
of preferential
(smaller
AS values;
Table
3).
XRD).
Thehas
2D-XRD
patterns
of the
juvenile
and matureorientation
wood show
a characteristic
fiber
texture
These
patterns
are veryIβ
similar
to preferentially
other untreated
wood with
or cotton
fibers aligned
made ofparallel
alignedtocellulose
produced
by cellulose
crystals
oriented
their c-axis
the wood
crystals
[28,41]. 7A,B).
In contrast,
the archaeological
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diffracts
more
weakly
and of
produces
rings wood,
with
fibers (Figure
The pattern
of the mature
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is very
similar
to that
the juvenile
nearly
homogeneous
indicating
that
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formed by randomly
crystals
although
the formerintensity,
has a slightly
greater
degree
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orientationoriented
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AS values;
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(Figure
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The decreased
of X-rays
of this
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can made
be attributed
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wood
3). These
patterns
are veryscattering
similar to intensity
other untreated
wood
or cotton
fibers
of aligned
density
due to
is diffracts
some weak
arcing
superimposed
on the
rings,
crystalsloss
[28,41].
Indegradation.
contrast, the Nevertheless,
archaeologicalthere
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more
weakly
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rings
with
nearly homogeneous
intensity,ofindicating
that they
are formed
by randomly
oriented
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that a small fraction
cellulose crystals
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oriented
parallelcellulose
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(Figure
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scattering
intensity
of X-rays
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attributed to
fibers.
The
angular
scattering
of cellulose
crystals
remains
very high
(AS
up to can
74.6be
to a
◦
◦
wood
density
loss
to degradation.
Nevertheless,
there
is some
weak arcing
on in
the
what
occurs
with
thedue
juvenile
and mature
wood (AS 29.9
–35.8
), indicating
that superimposed
cellulose crystals
rings,
indicating that
a small
fraction
ofrandom
celluloseorientation
crystals remains
preferentially
parallel
the
archaeological
wood
have an
almost
(Table 3).
In addition,oriented
the 2Theta
scansto
the fibers.show
The angular
scattering
of cellulose
crystals
remains
very The
highjuvenile
(AS up and
to 74.6°)
compared
calculated
considerable
differences
between
the three
samples.
mature
wood
to what
the juvenile
and mature
(ASthe
29.9°–35.8°),
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that cellulose
crystals
have
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004 and
200 diffraction
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whereas
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in the archaeological
have an almost
random
orientation
(Table
3). In
addition,
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the archaeological
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wood)
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show considerable
differences
between the
three
samples.
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and
wood
diffraction
indicating that
the archaeological
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a muchThe
lower
degree
of mature
crystallinity
have
well defined
004 and
200 diffraction
peaks,
archaeological
shows peak
much
and
is nearly
amorphous.
Additionally,
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andwhereas
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wood
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anisotropic
◦ –3.96
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◦ –2.25
◦ , in
broader (FWHM_200
in004
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archaeological
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a much
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degree
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shape of cellulose
crystallitesthat
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peak
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crystallinity
and[28].
is nearly amorphous. Additionally, juvenile and mature wood has a notable
Scherrer
equation
anisotropic peak broadening (FWHM of 200 and 004 reflections is 4.18°–3.96° and 2.19°–2.25°,
respectively) due to the elongated shape of cellulose crystallites (20 × 37 Å) as estimated from peak
broadening using the Scherrer equation [28].
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Table 3. Crystallinity, crystal orientation, and % cellulose Iβ determined using Rietveld refinement of
Table 3. Crystallinity, crystal orientation, and % cellulose Iβ determined using Rietveld refinement of
X-ray diffraction data.
X-ray diffraction data.
FWHM_200 (◦ )
Juvenile wood
Mature wood
Archaeological wood

FWHM_004 (◦ )

AS_200 (◦ )

Oriented Fraction

Cellulose Ibeta (%)

FWHM_200
FWHM_004
Oriented
4.18 ± 0.1
2.19 ± 0.1
35.8 ± 0.48AS_2000.47
(°)± 0.05
(°)
3.96 ± 0.1
2.25 ± 0.2 (°) 29.9 ± 6.1
0.46 ± 0.08 Fraction
10.31 ± 0.4
74.6 ± 53
0.06 ± 0.01
4.18 ± 0.1
2.19 ± 0.1
35.8 ± 0.48
0.47 ± 0.05
3.96 ± 0.1
2.25 ± 0.2
29.9 ± 6.1
0.46 ± 0.08

Cellulose
(%)
17.5
14.6

17.5
14.6Ibeta
9.6

Crystallite Size (Å)

Crystallite
15.7
Size
14.2 (Å)
7
15.7
14.2

Juvenile wood
Mature wood
Archaeological
Rietveld refinement
of 2Theta
scans shows
percentage
of cellulose
10.31analysis
± 0.4
74.6 ± 53that the
0.06calculated
± 0.01
9.6
7
wood
Iβ differs
considerably among the wood samples. The juvenile and mature wood samples have a

of and
2Theta
scans
shows that than
the calculated
percentage
of cellulose
largerRietveld
amount refinement
of celluloseanalysis
Iβ (17.5%
14.6%,
respectively)
the archaeological
wood
(9.6%).
Iβ
differs
considerably
among
the
wood
samples.
The
juvenile
and
mature
wood
samples
have a
The calculated crystallite size is much smaller in the archaeological wood (7 Å) than in the juvenile
larger
amount
of (15.7
cellulose
Iβ (17.5%
and 14.6%,Moreover,
respectively)
than
the archaeological
wood (9.6%).
and
mature
wood
and 14.2
Å, respectively).
there
is increasing
disorganization
of the
◦
The
calculated
crystallite
size
is
much
smaller
in
the
archaeological
wood
(7
Å)
than
in
the
juvenile
remaining cellulose crystallites, which are almost randomly oriented (AS increased to 74.6 ). The data
and mature
wooda(15.7
14.2 Å, respectively).
there is increasing
disorganization
of the
therefore
provide
goodand
definition
of the changesMoreover,
in the crystallinity
and structural
organization
of
remaining
crystallites,
which are
randomly oriented
(AS increased
74.6°).
The data
the
juvenilecellulose
and mature
wood compared
toalmost
the archaeological
wood, indicating
thattothe
degradation
therefore
provide
a good
definition
of thedecrease
changesin
inthe
thedegree
crystallinity
and structural
organization
of
process
during
burial
caused
a significant
of cellulose
crystallinity
(decreased
the juvenile
and
mature
wood compared
thecellulose
archaeological
wood,highly
indicating
that the degradation
crystallite
size
and
% of cellulose
Iβ), andtothe
also became
disorganized
(very low
process during burial caused a significant decrease in the degree of cellulose crystallinity (decreased
crystallite size and % of cellulose Iβ), and the cellulose also became highly disorganized (very low
oriented fraction). These changes in the XRD patterns are very similar to that described during the
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oriented fraction). These changes in the XRD patterns are very similar to that described during the
transformation of nanocrystalline cotton cellulose into amorphous cellulose due to ball milling [42].
The cellulose in the archaeological wood is therefore amorphized.
3.4. Thermodynamic Properties
With regard to the thermodynamic properties, the isosteric heats are higher in desorption than
in adsorption, as expected (Table 4). This is because the bond energy is greater in desorption than in
adsorption. Some authors [32] explained this by the higher number of bonds available in desorption as
a result of the hysteresis in the process. The greater availability of –OH groups in the archaeological
wood gives rise to greater net isosteric heats than in the other two woods, in adsorption and desorption.
Such high net isosteric heats for low EMC (supplementary material: Figure S2) are due to the greater
availability of free polar groups. In contrast, low values for net isosteric heat at high EMC indicate that
the bond energy decreases considerably as the fiber saturation point is reached.
Table 4. Thermodynamic parameters of juvenile, mature, and archaeological wood. FSP (%) is the fiber
saturation point; qs is the net isosteric heat of sorption; W0 is the total heat of wetting.
Adsorption
FSP (%)
Juvenile wood
Mature wood
Archaeological wood

26.59
29.20
30.02

qs (KJ/mol)

Desorption

Max

Min

W0 (KJ/mol
Dry) Wood)

FSP (%)

3.05
3.78
5.27

0.88
0.81
1.15

0.45
0.59
0.85

25.66
28.46
29.95

qs (KJ/mol)
Max

Min

W0 (KJ/mol
Dry Wood)

7.90
8.05
9.43

1.65
1.44
1.76

1.23
1.37
1.64

In agreement with the results of other studies [23], the mature wood has higher maximum net
isosteric heat values than the juvenile wood, indicating greater bond energy in the mature wood.
The higher total heat of wetting in the archaeological wood than in the reference wood (juvenile and
mature) indicates a greater amount of heat is involved in the sorption process in the archaeological wood.
4. Conclusions
The most notable changes experienced after initial burial of Pinus sylvestris wood followed by
storage in a damp location were hemicellulose degradation, a considerable decrease in cellulose
crystallinity (becoming nearly amorphous), and a disorganization of the cellulose crystallites, which
have an almost random orientation in the cell wall. These changes in the archaeological wood due to
degradation led to a higher number of polar sites (–OH), causing greater hygroscopicity in this wood
than in the recently felled wood, and therefore a greater amount of heat was involved in the sorption
process in the archaeological wood.
Supplementary Materials: The following are available online at http://www.mdpi.com/1999-4907/11/7/712/s1,
Figure S1. Derivatives of the isotherms of juvenile, mature, and archaeological wood at 15 ◦ C and 35 ◦ C, Figure S2.
Comparison of net isosteric heat of adsorption and desorption of juvenile, mature, and archaeological wood, Table
S1. Equilibrium moisture content of juvenile, mature, and archaeological wood for plotting the 15 ◦ C and 35 ◦ C
isotherms in adsorption (EMCa ) and desorption (EMCd ), Table S2. Hysteresis coefficients for the 15 ◦ C and 35 ◦ C
determined by the difference between desorption EMC adsorption EMC, Table S3. Hysteresis area of reference
wood (juvenile and mature) and archaeological wood.
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