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Abstract: Bacterial calcium-carbonate precipitation (BCP) has been studied for multiple applications
such as remediation, consolidation, and cementation. Isolation and screening of strong calcifying
bacteria is the main task of BCP-technique. In this paper, we studied CaCO3 precipitation by
different bacteria isolated from a rhizospheric soil in both solid and liquid media. It has been found,
through culture-depending studies, that bacteria belonging to Actinobacteria, Gammaproteobacteria, and
Alphaproteobacteria are the dominant bacteria involved in CaCO3 precipitation in this environment.
Pure and mixed cultures of selected strains were applied for sand biocementation experiments.
Scanning electron microscopy (SEM) and energy dispersive X-ray spectroscopy (EDS) analyses of
the biotreated samples revealed the biological nature of the cementation and the effectiveness of the
biodeposition treatment by mixed cultures. X-ray diffraction (XRD) analysis confirmed that all the
calcifying strains selected for sand biocementation precipitated CaCO3 , mostly in the form of calcite.
In this study, Biolog® EcoPlate is evaluated as a useful method for a more targeted choice of the
sampling site with the purpose of obtaining interesting candidates for BCP applications. Furthermore,
ImageJ software was investigated, for the first time to our knowledge, as a potential method to screen
high CaCO3 producer strains.
Keywords: bacterial calcium-carbonate precipitation (BCP); calcifying bacteria selection; calcifying
mixed cultures; ImageJ software; Biolog EcoPlates; sand biocementation

1. Introduction
In natural environments, chemical CaCO3 precipitation is accompanied by microbial processes
involving bacteria, particularly cyanobacteria, archaea, small algae, and fungi [1]. Bacterial
calcium-carbonate precipitation (BCP) is of major ecological and geological importance, and it
has been widely studied in soils, caves, lakes, spring, and seawater, as well as in the laboratory [2–15].
Chemical CaCO3 precipitation is a rather straightforward process governed mainly by concentration of
non-precipitated calcium, concentration of the total inorganic carbon, pH, and availability of nucleation
sites for CaCO3 crystal formation [16–18]. Bacteria can alter these factors, either separately or in
combinations with one another, in a number of ways linked to cell surface structures and metabolic
activities [16–36]. For example, in super-saturated solution, bacteria can become the nucleus of mineral
precipitation due to Ca2+ adsorption to the capsule, cellular surface membrane, cell wall, or EPS
(exo-poly-saccharides) layer [21,23–26]. Alternatively, in under-saturated solution, bacteria can induce
precipitation of CaCO3 through metabolic pathways associated with photosynthesis [17,19,28,29,32–34],
nitrogen and sulfur cycles [17,31], and ion exchange (Ca2+ /H+ ) [20]. These different metabolic processes
increase pH and/or dissolved inorganic carbon concentration, favoring CaCO3 precipitation.
The various ecological implications of BCP in biotechnology have been described by Zhu and
Dittrich [37]. BCP applications include: Bioremediation of metal contaminated soil and ground
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water; restoration and preservation of calcareous sculptural artefacts, historical monuments and civil
buildings; bioconcrete; different geotechnical-engineering applications such as soil/sand strength, sand
impermeability, mitigation of liquefaction, soil erosion control, impermeabilization of polluted soils
and other soil improvement projects; microbial enhanced oil recovery (EOR); CO2 sequestration; filler
for rubber, plastic, and ink [38–41].
There are two ways to apply BCP technology to sand/soil improvement. The first (biostimulation)
involves increasing BCP naturally occurring in the soil, through specific nutrient injection until it
reaches the desired level. To date, because of its simplicity, the most commonly studied system
of applied BCP is urea hydrolysis via the enzyme urease. The second (bioaugmentation) involves
the use of selected calcifying bacteria that, in primis, produce CaCO3 crystals at high amount and
speed, in suitable environment. Until now, calcifying bacteria for the different biotechnological uses
have been isolated mainly from soil, freshwater and seawater, different CaCO3 deposits such as
stalactites and stalagmites in caves, and screened based mostly on traditional method (which requires
a large amount of reagent and time) [41]. However, there are few studies on the rhizosphere bacteria
ability to precipitate CaCO3 [27,42] despite the fact that root exudates include amino acids (whose
metabolization produces the pH conditions necessary for BCP), as well as low-molecular weight
organic acids whose mineralization by heterotrophic bacteria can lead to CaCO3 precipitation in a
circumneutral environment rich in dissolved calcium [20,27].
In this study, we enriched a consortium of bacteria isolated from rhizosphere soil based on their
ability to precipitate CaCO3 . Then, we isolated several individual members of this community, and
analyzed their metabolism and biomineralization to screen strong CaCO3 depositor strains. The best
strains were further characterized based on their ability to cement sand.
The novelty of this study lies above all in the microbiological approach to biocementation. It
is based on the study of the indigenous microbial community of a rhizospheric soil (such as in
biostimulation) and then on the use of calcifying bacterial strains or their consortia (such as in
bioaugmentation) isolated from it. This is because we attempted to optimize the choice of the sampling
site by Biolog EcoPlate assay (assessing the carbonatogenic potential of the microbial community
dwelling the soil) to obtain effective calcifying strains to be used also in other sites, as well as for
biotechnological applications other than biocementation.
Biolog EcoPlates are 96-well plates, containing in triplicate 31 different substrates plus a control [43].
The substrates in the wells can be subdivided into five groups: Carbohydrates (n = 10), carboxylic acids
(n = 9), amines and amides (n = 2), amino acids (n = 6), and polymers (n = 4). These compounds occur
naturally in the soil and most of them are exudate by plant root in the rhizosphere [44]. In each well
there is a redox indicator (a tetrazolium salt) that changes from colorless into purple in the presence
of metabolic activity of the microbial community. The intensity of the coloring, which is optically
measured at 590 nm, is proportional to the substrate utilization.
As to methodological novelty, we proposed the use of ImageJ [45,46] as a low cost and rapid
method to assess the in vitro mineralization aptitude of calcifying strains. A calcifying strain is of
interest from a biotechnological point of view, mainly, when it produces a large amount of crystals
that can be evaluated, for example, by recovering the crystals from agar and weighing them [22]. This
operation is time consuming and not always leads to the expected result because crystals can remain
embedded in the microbial biofilm. The ImageJ, already used in many scientific applications, allows
screening in a shorter time.
2. Materials and Methods
2.1. Soil Sampling, Biolog EcoPlate Assay, and Physico–Chemical Analyses
In this study, we used the Biolog EcoPlates to assess the carbonatogenic potential of the microbial
communities dwelling the rhizosphere soil of Pinus strobus (Pinaceae), with the purpose of choosing
a proper sampling site for an efficient screening of calcifying bacterial strains (since bacterial
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mineralization of organic acids and amino acids are important metabolic pathways involved in
BCP). As the probability to select strong calcifying bacteria should likely increase starting the screening
program from a soil dwelled by metabolically active, versatile, and highly diversified microbial
community, we used the Biolog EcoPlate assay to obtain information also in this regard.
The rhizosphere soil was sampled from the garden of a residential area located near L’Aquila
(Central-Italy) at a depth of 5 cm, using sterile tools. The composite sample, placed into a sterile
container, was carried to the laboratory at room temperature and immediately subjected to Biolog
EcoPlate assay (BIOLOG Inc., Hayward, CA, USA) and microbiological analyses, performed in triplicate.
3 g of soil were added to 27 mL of sterile physiological solution (0.9% NaCl) into a sterile flask, stirred
for 30 min at room temperature and then centrifuged for 2 min at 2000 rpm. The supernatant was
collected and placed into a sterile Petri dish, under sterile condition. A multichannel pipette was used
to inoculate 150 µL of the bacterial suspension into each well of the Biolog EcoPlate. The microplates
were placed in a sterile plastic envelope, hermetically sealed, in order to limit the dehydration of the
wells and incubated at 28 ◦ C. The metabolic fingerprints were analyzed by measuring the absorbance
at the Biolog Microstation, immediately following the inoculation procedure, considered as time zero,
then every 24 h until 216 h.
Microbial activity in each EcoPlate, was expressed as average well color development (AWCD),
which gives the index of the total metabolic potential of the community [47]. AWCD was determined
as follows Equation (1):
31
X
ODi
AWCD =
(1)
31
i=1

To calculate the AWCD at each reading time, the optical densities from each well (ODi ) were
corrected by subtracting the initial reading at time zero of the same well, as well as of the blank one
(inoculated but without a carbon source). OD590 = 0.25 was assumed as a threshold value, below
which a substrate was considered as unmetabolized [47].
The following metabolic-ecological indexes were calculated based on the ODs at 120 h, when the
community reached the plateau: (i) Metabolic richness index (R) as the number of oxidized substrates,
that indicates the metabolic versatility of the community [48]; (ii) the Shannon–Weaver index (H0 ), that
measures the metabolic diversity of the species present. It was calculated as follows Equation (2):
0

H = −

R
X

pi (lnpi)

(2)

i=1

where pi (the proportional color development of the well over total color development of all wells in
the plate) is calculated as the ratio of the corrected absorbance value of each well (ODi) to the sum
P
of the absorbance value ( ODi ) of all wells in the plate [47] and (iii) the evenness index (E). This
index, calculated as H0 /lnR, measures the variation in color development among wells and indicates
the uniformity in the microbial growth on the different substrates, which can be related to a similar
abundance of the different species [47–49].
For a better knowledge of the material, physico–chemical properties of the sampled soil including
pH, organic carbon content (%), total nitrogen (%), and assimilable phosphorous concentrations
(mg/Kg), cation exchange capacity—CEC (meq) and exchangeable Ca2+ , Mg2+ , K+ , Na+ (mg/Kg), total,
and active calcium carbonate content (%), electric conductivity—EC (mS), texture, sand, silt, and clay
fractions (%) were determined according with the official methods [9].
As shown in Table 1, the sampled soil was a sandy-loam soil containing an average amount of
total carbonates and a very high amount of Ca2+ . Total pH was weak alkaline. The content of total N
and available P were low and very low, respectively.
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Table 1. Physico–chemical properties of the soil sampled for the isolation of calcifying bacteria.
Skel.
Con.

Sand
(%)

Silt
(%)

Clays
(%)

Text.

O.M.
(%)

pH

E.C.
(mS)

Tot.
Act.
N
CaCO3 CaCO3
(%)
(%)
(%)

Ca
Mg
K
Na
P
Fe
Mn
Cu
Zn
C.E.C. Ca
Mg
K
Na
(ppm) (ppm) (ppm) (ppm) (ppm) (ppm) (ppm) (ppm) (ppm) (meq) (meq) (meq) (meq) (meq)

B. S.
(%)

Mg/K

48

15

37

C.S.

1.06

7.6

0.403

16.4

4100

100

3.9

3.0

0.07

244

203

66

6

9.6

13.0

1.9

1.2

23.35

20.50

2.04

0.52

0.29

Skel. = Skeleton; Con. = considerable (150–350 g/kg); Text. = texture; C.S. = clay, sand; O.M. = organic matter; E.C. = electric conductivity; Tot. CaCO3 = total calcium carbonate content;
Act. CaCO3 = active calcium carbonate content; C.E.C. = cation exchange capacity; B.S. = basic saturation. Sand, silt, clay, total, and active calcium carbonate values are wt%.
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2.2. Isolation of CaCO3 Producing Bacteria
An amount of sample corresponding to 10 g of dried soil was resuspended in 90 mL sterile
physiological solution and stirred for 50 min to detach the bacteria, whose external surface is negatively
charged, from soil cations. Triplicate B4 agar plates [4] (2.5 g calcium acetate, 4.0 g yeast extract, 10.0 g
glucose, and 18.0 g Biolife agar per liter of distilled water, the final pH was adjusted to 8.0 with NaOH)
were inoculated with soil dilutions ranging from 10−2 –10−6 and incubated aerobically at 28 ◦ C for
24 or 48 h (depending on the growth rate of the bacteria). B4 is an enrichment medium for calcifying
bacteria; the acetate ion is an energy source, while the Ca2+ cation is used by the calcifying bacteria to
precipitate calcium carbonate. The presence of glucose speeds the process. After its first description
in 1973 [4], B4 medium was utilized by several authors [50–54] to stimulate the growth of calcifying
bacterial species. The rationale is that calcifying heterotrophic bacteria belong to various groups with
different nutritional and physiological properties so that the presence of nutrients widespread in the
environment, such as glucose and factors present in yeast extract, is expected to enlarge the platform
of enriched strains. Colonies were assessed every 24/48 h with optical microscopy (Leitz-Biomed) and
selected as positive based on visual crystal formation within 25 days. Positive isolates were purified by
repeated streaking on B4 agar plates and preliminarily characterized.
A serial dilution of the soil sample was also plated in triplicate on nutrient agar (Difco) for colony
forming unit (CFU) counting.
Calcifying bacteria were preserved by various methods. For short-term preservation, strains were
incubated at 28 ◦ C for 2–5 days and then kept at 4 ◦ C on slants of B4. For long-term maintenance pure
cultures were kept in glycerol at −80 ◦ C.
2.3. Preliminary Characterization and Biolog Identification
Morphological characterization of the bacterial colony was performed on the basis of pigmentation,
form, elevation, margin, opacity, and surface [55]. Optical microscope (Leitz-Biomed, 40× and 100×)
was used to establish the shape of the heat-fixed bacterial cells after Gram staining by the Color Gram
2 Kit (bioMérieux, Marcy-l’Etoile/France), following the kit instructions. Physiological characterization
was performed on the basis of the relation to temperature (bacterial isolates were incubated on B4
agar at 4, 20, and 28 ◦ C, significant temperatures for in situ biocementation experiments) and oxygen
presence (since anaerobic conditions are abundant in the soil, particularly when the rain saturates the
soil and gas exchange slows down almost completely) by incubating bacterial strains on B4 agar in an
anaerobic chamber (Oxoid, Hampshire, UK). The occurrence of a catalase reaction was demonstrated
by the formation of bubbles after mixing a suspension of one-day bacterial cultures with a drop of 3%
(v/v) hydrogen peroxide water-solution on slide. Urease activity of calcifying strains was detected on
Christensen agar medium containing 2% urea and phenol red as pH indicator [56,57]. We cooled the
sterilized medium (115 ◦ C for 20 min) to 40–50 ◦ C, before adding the urea supplement. Inoculated
agar slants were incubated at 28 ◦ C for 24/48 h and observed for color change after 6, 24, and 48 h of
incubation. Microorganisms with urease activity hydrolyze urea with the ammonium ions production
causing a change of color of the agar medium to fuchsia (alkaline pH).
Biolog GN2 and GP2 plates (Biolog, Inc., Hayward, Calif., USA) were used for the identification of
Gram-negative and Gram-positive bacteria, respectively. One or two days (depending on the growth
rate of the bacterium) before the inoculation on Biolog GN2 and GP2 plates, bacterial strains were
streaked on Biolog universal growth agar (BUG) and incubated at 28 ◦ C. Inoculation and reading of
micro-plates were carried out according to the instructions of manufacturer using a Biolog Microstation
with OmniLog. The Biolog method is based on oxidation tests of 93 substrates in a 96-well microtiter plate.
Each well contains a redox dye, tetrazolium violet, that allows colorimetric determination of the increased
respiration that occurs when microbial cells are oxidizing a C-substrate. Reactions were compared to the
GP or GN database based on the similarity index which must be at least 0.75 to be considered an acceptable
species identification after 4 h of incubation and at least 0.50 after 16–24 h of incubation.
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2.4. Calcification and CaCO3 Solubilization Activities
Pure bacterial cultures on B4 agar plates were observed every 24/48 h under a light microscope
(Leitz-Biomed, 10×) for up to 25 days after inoculation, to follow crystal production by the bacterial
strains at different temperatures, under aerobic condition. Three temperatures 4, 20, and 28 ◦ C were
selected to test the induction of carbonate precipitation by the bacterial isolates, as representative of
natural conditions. The bacterial aptitude for calcification was evaluated on the basis of: (i) CaCO3
crystal amount on B4 agar, (ii) size of the CaCO3 bioliths, (iii) presence of CaCO3 aggregates, (iv) time
to initiate the precipitation activity. Position of crystals on B4 agar (on the colony, in proximity, or far
away in the medium) was also checked.
Geosciences 2019,
9, x FOR PEER
REVIEW were inoculated also into 100 mL of sterile B4 liquid
6 of 26 medium, to
Calcifying
bacterial
strains
assess their capability to precipitate in liquid conditions. Inoculated flasks were incubated under static
conditions at 28 ◦ C for two months. The presence of crystals was macroscopically assessed both at the
bottom of the flasks and on the wall.
As microbial mediated reactions can generate considerable amounts of H+ ions that can dissolve
CaCO3 deposits, we tested the ability of the selected calcifying strains to dissolve CaCO3 after 7, 15,
and 30 days of incubation at 28 ◦ C. Calcifying isolates were grown on the Deveze-Bruni medium (1.0 g
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activity was shown as clear halo that surrounded each colony in response to decreased pH [59].
2.5. ImageJ Analysis
In the present research, the ImageJ software was evaluated as a rapid screening method to estimate
the extent of CaCO3 production on B4 agar plates by each calcifying bacterial strain, after 30 days
of growth at 28 ◦ C. ImageJ analysis was performed from digital images of five different areas (total
area = 125 × 5 mm2 ) of the inoculated B4 agar plates (plate area = 6359 mm2 ) observed upside down at
optical microscope (Leitz-Biomed, 10×) (Figure 1). These areas were randomly chosen and acquired
through an iPhone, used as the camera, directly from the eyepiece of the microscope. By ImageJ
analysis we calculated the total area occupied by the crystals on each optical image and the mean (with
its standard deviation) on each set of the five images, to obtain the percent average surface covered by
CaCO3 crystals (referred as BCP extent) deposited in vitro by each calcifying strain. In this preliminary
study, the scale bar was determined by a micrometric slide.

Figure 1. A digital image acquired through an iPhone (used as the camera) of an inoculated B4 agar plate,
observed upside down at optical microscope (Leitz-Biomed, 10×). Note globular CaCO3 crystals of different
dimensions and their aggregates precipitated by the strain P1 (arrows), after 30 days of growth at 28 ◦ C.
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Table 2. Physico–chemical properties of the sea sand utilized for biocementation experiments.
Skel.
TRA.

Sand
(%)

Silt
(%)

Clay
(%)

Text.

O.M.
(%)

pH

E.C.
(mS)

Tot.
Act.
N
CaCO3 CaCO3
(%)
(%)
(%)

Ca
Mg
K
Na
P
Fe
Mn
Cu
Zn
C.E.C. Ca
Mg
K
Na
(ppm) (ppm) (ppm) (ppm) (ppm) (ppm) (ppm) (ppm) (ppm) (meq) (meq) (meq) (meq) (meq)

B. S.
(%)

Mg/K

94

2

4

S.

0.04

7.9

0.57

33.9

2940

100

4.6

0.9

0.009

77

54

119

6

3.6

4.6

0.4

0.8

16.01

14.7

0.65

0.14

0.52

Skel. = Skeleton; TRA. = trace; Text. = texture; S. = sandy; O.M. = organic matter; E.C. = electric conductivity; Tot. CaCO3 = total calcium carbonate content; Act. CaCO3 = active calcium
carbonate content; C.E.C. = cation exchange capacity; B.S. = basic saturation. Sand, silt, clay, total, and active calcium carbonate values are wt %.
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The sand was characterized by a weak alkaline pH, a medium content of total carbonates and a
high level of exchangeable Ca2+ . The content of organic matter as well as of total N and assimilable P
were very low.
The following biocementation experiments were set up: (i) 7 g of sand, on Petri dish, for three
weeks; (ii) 300 g of sand, in Magenta vessel, for two months; (iii) 300 g of sand, in Magenta vessel, for two
months in the presence of equimolar (1 M) urea and calcium chloride, as calcification inducing-agents.
Control specimens were sand samples treated with not inoculated B4 medium.
For sand biocementation on Petri dish, strain selection was based on: (i) Calcification extent
(% area covered by CaCO3 crystals precipitated on B4 agar plates) established by ImageJ software.
This parameter depends on amount and size of the precipitated CaCO3 crystals, presence of CaCO3
aggregates, days to initiate bio-precipitation, CaCO3 solubilization activity; (ii) calcification parameters
not included in the calcification extent, such as biodeposition in liquid medium and capability to
precipitate CaCO3 at different temperatures; (iii) cell morphology; (iv) relation with oxygen; (v)
Gram-staining 7 g of washed sand, sterilized at 120 ◦ C for 20 min and dried in an oven, were
homogenously distributed on a 90 mm Petri dish and then inoculated with 25 mL of a calcifying cell
suspension (107 CFU/mL), grown on B4 medium. Biopretreated samples were incubated at 28 ◦ C
statically, to allow the bacteria to cement the sand.
To test BCP in depth, 300 g of sand were placed in a Magenta vessel and inoculated with 150 mL
of a calcifying cell suspension (106 CFU/mL), grown on B4 medium, in the presence or not of the
inducing agents (equimolar urea and calcium chloride). For sand biocementation in Magenta vessel,
strain selection was based on: (i) Calcification extent (established by ImageJ software), (ii) ability
to precipitate CaCO3 crystals in B4 liquid medium, (iii) ability to hydrolyze urea, and (iv) growth
in anaerobiosis.
2.7. SEM, XRD, and EDS Analyses
Scanning electron microscopy (SEM) was used to study crystal morphology and their relationship
with microbial cells. Samples were prepared as follows: Samples on agarized media were dried at
37 ◦ C for 40 days; agar medium was cut into flat blocks, gold-sputtered, and observed with a Philips
SEM XL30CP. For crystallite-poor samples, the agar was dissolved and crystals were collected and
purified according to the method of Rivadeneyra [22].
XRD was used to identify CaCO3 mineral phases of the bioprecipitated crystals. XRD analyses
were done by a two-circle θ/2θ diffractometer with a Cu radiation source (Bruker D5000). The supply
voltage of the X-ray tube was set at 40 kV, 40 mA. The 2θ scan range was between 20 and 60◦ ; each
scan was done in steps of 0.02. A counting time between 30 and 40 s per step was selected, depending
on the sample density. The crystalline phases were identified using the ICDD database (JCPDS). XRD
samples were prepared as follows: Cultured solid media were dried at 32 ◦ C, agar medium was cut
into 10 × 30 mm flat blocks, 0.5 mm high, and those richest in crystallites were fixed by adhesive tape
on a glass slide for X-ray measurements.
SEM and EDS were used to detect, after 20 days-treatment, the nature of sand cementation by
the calcifying cultures. For EDS, samples were dried, uniformly spread directly on adherent tabs,
and analyzed without gold film. SEM-EDS analysis was performed by a SEM-Philips XL30CP and a
EDX-INCA ENERGY 250.
XRD and EDS were also used to study the untreated sea sand.
3. Results and Discussion
3.1. Biolog EcoPlates Assay
Since BCP is influenced by the metabolic activity of the bacteria, we investigated through the
Biolog EcoPlates the metabolic activity of the bacterial communities dwelling a rhizospheric soil, with
the purpose of choosing a good sampling site for an efficient calcifying bacteria screening. In the
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literature there is a lot of information about the possibilities of using the Biolog EcoPlates to analyze
functional microbial diversity in the presence of different plant and cultivation type, and to study the
metabolic activity of microorganisms in soils contaminated with pesticides and heavy metals.
To our knowledge, Andrei et al. [60] were the first to use Biolog EcoPlates to investigate the
carbonatogenic potential of bacterial communities (dwelling a limestone statue in Romania), based on
their ability to metabolize amino acids since this metabolization promotes the pH conditions necessary
for the biomineralization process (by ammonia released in the process of oxidative deamination).
Overall, Andrei et al. study highlights the need to evaluate the carbonatogenic potential of the bacterial
communities present on a stone artwork prior to designing an efficient conservation treatment based
on resident calcifying bacteria. On the same line, we used the Biolog EcoPlate assay to assess the
carbonatogenic potential of the bacterial community dwelling a rhizospheric soil at the aim of starting
an efficient screening program of calcifying bacteria.
Unlike Andrei et al., in this study we have correlated the carbonatogenic potential of the
bacterial communities to the metabolic use not only of the amino acids but also of the organic acids
present in the Biolog EcoPlate. This is because both these carbon compounds occur naturally in the
rhizospheric soil environment, as plant root exudates, as well as because low-molecular weight organic
acids mineralization by heterotrophic bacteria is another microbial process that (increasing both pH
and concentration of dissolved inorganic carbon) can lead to calcium carbonate precipitation in a
circumneutral environment rich in dissolved calcium. As CaCO3 precipitation always appears to be a
response of the heterotrophic bacterial communities to an enrichment of the environment in organic
matter in aerobiosis, anaerobiosis, and microaerophilia, this mineralization process has been commonly
used in microbial carbonate precipitation experiments [17,20]. Moreover, since the probability of
obtaining efficient CaCO3 producer strains increases likely in the presence of bacterial communities
highly biodiversified with a high catabolic versatility, we used the Biolog EcoPlate assay also to obtain
information about these metabolic and ecological aspects. Based on these considerations, all the
information of the studied rhizospheric soil obtained through the Biolog EcoPlate system revealed its
usefulness to start a successful screening of calcifying bacteria. In fact, we found that at the end of
the incubation period, the soil microbial community used 29 out of 31 different substrates (metabolic
Richness index R = 29) present in the Biolog EcoPlate, including all the amino acids and almost all
the organic acids (apart from 2-hydroxybenzoic acid and α-ketobutyric acid). This means that the
microbial community under study had a high functional diversity and catabolic versatility as well
as a good mineralization potential of CaCO3 (the utilization of all the six amino acids, as well as of
almost all the carboxylic acids indicates the presence in the soil of favorable conditions for the growth
of microorganisms carrying the enzymes taking part in metabolic pathways of BCP). The general
catabolic activity of the soil community to utilize the C-substrates, turned out to be not only wide
(as shown by the metabolic Richness index, R) but also high as shown by the dynamic of the AWCD
during the incubation time of the EcoPlates, at 28 ◦ C (Figure 2).
Figure 3 showed that microbial functional diversity changed over time, and that the microbial
community initially prefer C-substrates from the carboxylic and amino acid groups (namely
D-Galacturonic acid and L-Asparagine), in addition to Glucose-1-phosphate. During the exponential
phase, an increasing number of substrates (belonging to all five groups) was utilized (Figure 3).
However, the diversification over time of the microbial substrate use from the different groups
(polymers, carbohydrates, carboxylic acids, amino acids, and amines) is beyond the aim of this research
and will not be further discussed.
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The substrate uniformity index (E) value was 0.95, highlighting a high uniformity in the activity of the
different substrates (that can be related to a similar abundance of the different species), indicating from our
specific point of view, a greater chance of isolating bacteria capable to perform ammonification (of amino
acids) and low-molecular weight organic acid mineralization. Finally, the Shannon–Weaver index (H’) was
equal to 3.20, highlighting a high diversity of the species present related to the high diversity of nutrients
available for growth in the root zones, including amino acids and organic acids [61].
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The substrate uniformity index (E) value was 0.95, highlighting a high uniformity in the activity of
the different substrates (that can be related to a similar abundance of the different species), indicating
from our specific point of view, a greater chance of isolating bacteria capable to perform ammonification
(of amino acids) and low-molecular weight organic acid mineralization. Finally, the Shannon–Weaver
index (H0 ) was equal to 3.20, highlighting a high diversity of the species present related to the high
diversity of nutrients available for growth in the root zones, including amino acids and organic
acids [61].
3.2. Isolation and Preliminary Characterization of Heterotrophic Calcifying Bacterial Strains
By using traditional cultivation techniques, a discrete cultivable heterotrophic bacterial community
was isolated from the sampled rhizospheric soil (4.5 × 105 CFU/g dw). The cultivable heterotrophic
bacterial density was lower than expected (106 –1010 CFU/g dw), possibly because sampling was done in
winter. In a previous work [9], we also found that the cultivable microbial biomass is significantly related
to the silt fraction, negatively related to the clay fraction, and negatively related to the Ca2+ content
(Table 1). As expected, based on the weak alkaline pH value (Table 1), bacteria represented 78% of the
cultivable microbial population. Fungi were the remaining component. Fourteen morphologically
different heterotrophic bacteria (named from P1 to P14, where P stands for pure) were isolated from
this microbial community and purified by streaking on B4 agar. Table 3 shows characterization results
of the bacterial calcifying isolates.
Table 3. Morphological, physiological, and biochemical traits of the heterotrophic calcifying bacteria
isolated from a rhizospheric soil near L’Aquila (Central Italy).
Strain

Cell

Gram

4 ◦C

20 ◦ C

28 ◦ C

Anaerobic Growth

Urease

P1
P2

Short rod
Short rod
Short/irregular
rod
Short/irregular
rod
Rod
Short rod
Rod
Short/irregular
rod
Short/irregular
rod
Short/irregular
rod
Short/branched
rod
Rod
Rod
Rod

+
-

-

+
+

+
+

-

++
++

+

-

+

+

-

+++

+

-

+

+

-

+++

+
+
-

-

+
+
+

+
+
+

+
+
-

+
++
+++

+

+

+

+

+

+++

+

-

+

+

+

++

+

-

+

+

-

++

+

-

+

+

-

+

-

n.d.
n.d.
n.d.

+
+
+

+
+
+

+
+
+

+
n.d.
-

P3
P4
P5
P6
P7
P8
P9
P10
P11
P12 *
P13 *
P14 *

Gram + = Gram positive; Gram – = Gram negative; Bacterial growth at 4, 20, and 28 ◦ C in aerobiosis and in
anaerobiosis at 28 ◦ C: (-) = absent, (+) = present; urease activity (+) = trace, (+ +) = good, (+ + +) = very good;
n.d.= not determined. * Strains P12, P13, and P14, from the fourth purification step of strain P5, were recovered and
characterized after the loss of P5.

All the bacterial isolates formed rod-shaped cells with different length, sometimes irregular
or branched. The results of morphological characterization also showed the prevalence (64%) of
Gram-positive bacteria; only strains P2, P7, P12, P13, and P14 were Gram-negative. This prevalence
is in line with the results of previous works [6,8]. It is known from the literature that Gram-positive
bacteria are the predominant bacteria in the soil: Only coryneform bacteria of the genus Arthrobacter
alone account for approximately 20%–25% of the soil cultivable bacterial population [62]. However,
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Gram-negative bacteria tend to be more abundant in rhizospheric soil compared to the bulk soil.
Gram-negative bacteria biomass increases when rapidly decomposable C compounds (such as sugars,
organic, and amino acids) are available [63], whereas higher proportions of Gram-positive bacteria are
usually found in resource-limited area [64,65].
Strain P8 showed growth capacity at all three tested temperatures, all other strains grew only at
20 and 28 ◦ C. Strains P5, P6, P8, P9, P12, P13, and P14 showed growth also in anaerobiosis and are
therefore considered facultative anaerobes. The use of facultative anaerobic bacteria is fundamental for
soil biocementation in situ, as in the soil co-exist aerobic and anaerobic microzones [66].
All the strains were catalase positive. Apart from the strain P14 (urease negative) and P13 (not
determined), all the calcifying bacteria hydrolyzed urea. This result is in accordance with the literature,
since urea production, even in the presence of a significant amount of ammonium, is a common feature
among soil bacteria. Urea hydrolysis producing ammonia, increases pH and leads to the production of
carbonates. This means that the application of stimulated biocalcification, based on the urea hydrolysis
by native or selected (in the laboratory) microbial strains, is potentially useful in a variety of soil
bio-engineering applications [67].
During the characterization stage, strain P5 showed serious growth problems and was replaced by
strains P12, P13, and P14, from its fourth purification step. These strains were used along this study as
a mixed calcifying culture, named M5, containing in a similar proportion the strains P12, P13, and P14.
3.3. Identification of the Calcifying Bacterial Strains
By the Biolog identification system, all the Gram-positive short/pleomorphic rod isolates were
identified as coryneform bacteria, and Clavibacter agropyri was the most common (Tables 3 and 4).
Table 4. Identification of the calcifying bacterial isolates.
Strain

Identified Species

% ID

P1

Not identified

P2

Vibrio tubiashii

94

P3

Clavibacter agropyri

93

P4

Clavibacter agropyri

73

P6

Corynebacterium urealyticum

78

P7

Not identified

P8

Clavibacter agropyri

87

P9

Clavibacter agropyri

73

P10

Clavibacter agropyri

87

P11

Sanguibacter suarezii

98

P12

Sphingomonas sanguinis

98

P13

Not identified

P14

Pseudomonas syringae
pv persicae

92

% ID = Identification index.

Isolates P3, P4, P8, P9, and P10, identified as Clavibacter agropyri (Corynebacteria), were
Gram-positive rod-shaped cells, often disposed to an angle to each other giving irregular forms
(Table 3). The genus Clavibacter contains plant pathogenic coryneform bacteria, causing gummosis,
characterized by the presence of 2,4-diaminobutyric acid as a cell wall component [68–70]. Strain
P6, a facultative anaerobic Gram-positive bacterium with good urease activity, was identified as
Corynebacterium urealyticum. The aerobic Gram-positive strain P11 was identified as Sanguibacter
suarezii, a coryneform bacterium first isolated from blood animal samples [71]. Coryneform bacteria
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are widespread in nature, being common inhabitants of water and soil, where they form alone
approximately 20%–25% of the soil fertile cultivable bacterial population [62]. They may be pathogens
or commensals of humans, animals, and plants. This ecological diversity is matched by their wide range
of biochemical properties making them an interesting group of bacteria for biotechnology purposes.
Among the Gram-negative isolates, strain P2 was identified by the Biolog system as Vibrio tubiashii
(% PROB = 94). The genus Vibrio, includes a great diversity of species that are common inhabitants
of the aquatic environment where they are usually closely associated with many kinds of marine
organisms [72]. V. tubiashii is a halophilic species, firstly isolated by Tubiash et al. [73], pathogenic
for the larvae of bivalve mollusks. Its genome consists of two chromosomes, two megaplasmids
and two plasmids. This might be a survival strategy acquired by the Vibrios that has facilitated their
adaptation to various niches, including soil environments, in the evolution process [74,75]. Strains
P12 and P14 were identified as Sphingomonas sanguinis and Pseudomonas syringae, respectively. Due to
their biodegradative and biosynthetic capabilities, both of them have been used for a wide range of
biotechnological applications. Strains P1, P13, and P7 were not identified (Table 4). The composition
of the cultivable component of the microbial community living in the rhizospheric soil of Pinus
strobus, showed the presence of a wide range of bacteria from diverse phylogenetic affiliation mainly
Actinobacteria, Alphaproteobacteria, and Gammaproteobacteria. No other attempts were made to identify
the isolated bacterial species as our attention was directed towards the optimization of the process
stage for isolating and screening of effective calcifying bacteria.
3.4. Calcification and CaCO3 Solubilization Activities
Observation of pure solid bacterial cultures under light microscopy, showed that 100% of the
bacterial isolates were capable of forming crystalline CaCO3 on B4 agar plates at 20 and 28 ◦ C
(Table 5). This result confirms that: (i) Biomineralization leading to CaCO3 deposits is a quite common
phenomenon in natural habitats [1–15]; (ii) the rhizospheric soil is a good source for efficient isolation
of calcifying bacteria as karst caves and secondary carbonate soils; iii) nutrient availability is a
critical factor affecting microbial metabolism and precipitation activity [27]; (iv) the efficiency of the
Biolog EcoPlate system as a tool for estimating calcification potentiality of environmental bacterial
communities [60]; (v) the importance of bacterial calcification as a detoxification process (calcification
by bacterial species may be an important phenotype for survival in high calcium environments as the
studied soil—Table 1).
Table 5. Calcification parameters of the bacterial isolates.
Timing a
◦C

Strain

4

P1
P2
P3
P4
P5
M5 d
P6
P7
P8
P9
P10
P11

n.d.
20
-

20

◦C

30
13
20
23
n.d.
16
11
8
8
22
13
12

Position b
28

◦C

14
8
8
10
n.d.
14
8
4
8
10
8
8

28

◦C

In/Out
In/Out
In/Out
In/Out
In/Out
In/Out
In
In/Out
In/Out
In/Out
In
In/Out

Shape
28

◦C

G/O
P/O
G
G
G/O
G/O
G/P
G
G/P
G
G/P
G/P

Size
28

◦C

M/L
S/M
M/L
L
S
S
M/L
L
S/L
M/L
S/M/L
S

Amount c
28

◦C

+++
++++
+++
+++
+
++++
++++
++
++
++++
++
+++

Aggregates
28

◦C

+
+++
++
+
++
++
++
+
++/+ + +
+/+ +

Liquid Media
28 ◦ C
+
+
++
n.d.
+++
++
+
+

Timing: Number of days required to start precipitation of CaCO3 in B4 agar cultures at 4, 20, and 28 ◦ C; b Position
on B4 agarized medium of the deposited crystals (inside and/or outside the bacterial colony); c visually established
by the microscope; d M5 is a mixed calcifying culture composed by the strains P12 (Sphingomonas sanguinis), P13
(not identified), and P14 (Pseudomonas syringae); n.d. = not determined; In = inside the colony; Out = outside the
colony; In/Out = inside and outside the colonies; G = globular, spheric; O = oval; P = prismatic; S = small-sized;
M = medium-sized (80–100 µm); L = large-sized (100–200 µm); CaCO3 deposition: (-) = absent, (+) = trace,
(+ +) = good, (+ + +) = very good, (+ + + +) = excellent.
a
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Table 5 shows the calcification parameters of the bacterial isolates: Number of days required to
start precipitation of CaCO3 in B4 agar cultures at 4, 20, and 28 ◦ C, position on B4 agarized medium of
the deposited crystals, amount and size of the crystals visually established by the microscope, presence
of bioliths aggregates and mineralization ability in liquid B4 medium.
At 28 ◦ C, CaCO3 formation took place rapidly and all the calcifying bacteria began to precipitate
within two weeks (Table 5): High temperatures resulted in faster bacterial growth and thus, higher
acetate consumption. Vice versa, at lower temperatures bacterial metabolism slows down and resulted,
for instance, in slow rates of pH change and acetate consumption. In fact, when bacteria were cultivated
at 20 ◦ C, the time required for crystal precipitation was longer and all the calcifying isolates began to
precipitate within four weeks (Table 5). Apart from strain P8, which precipitated after three weeks,
bacterial growth and crystal deposition was not observed at 4 ◦ C.
The microscopic observation showed that at 28 ◦ C, CaCO3 precipitation always takes place inside
the bacterial colony and often in the immediate vicinity and/or in the culture medium, that is in a
microenvironment conditioned by the direct presence of the cells. This means that for the deposition
of CaCO3 the presence of crystallization nuclei is not sufficient, but the role of microbial metabolism
is necessary. No crystal formation was observed in uninoculated control plates. This confirms that
CaCO3 deposition was to be attributed to the bacterial cells.
Table 5 shows that, apart from strain P2 that deposited prismatic and oval crystals, all others
strains deposited spherical crystals, as the only prevalent typology. About the size, 66.6% of the
calcifying cultures deposited large-sized crystals (P1, P3, P4, P6, P7, P8, P9, and P10). Strains P2, P5,
P11, and the mixed culture M5, precipitated crystals of smaller dimensions (Table 5). Regarding the
amount of precipitated crystals, the most active cultures in calcification, were strains P1, P2, P3, P4, P6,
P9, and P11 (Table 5). The remaining strains (P7, P8, and P10) showed quantitative characteristics of
intermediate precipitation.
Strains with the larger amount of precipitates were also those that gave rise to more CaCO3
aggregates (Table 5). Based on microscopic observation of the calcifying solid cultures, the mixed
culture M5 produced larger crystal aggregates than the pure cultures of its constituent strains P12,
P13, and P14. Actually, bacteria always live in bio-diversified community, metabolically interacting,
thus extending their survival through co-metabolism. This is one of the reasons why it is sometimes
preferable to use mixed calcifying cultures.
Strain P6, identified as Corynebacterium urealyticum, precipitates the largest amount of crystals
in B4 liquid medium (Table 5). Strains P3 and P8, identified as Clavibacter agropyri, showed a good
precipitation ability in liquid B4 medium. P1, P2, P10, and P11 showed very poor ability to precipitate
in B4 medium; while P4, P7, P9, and the mixed culture M5 showed no precipitation activity in liquid
medium (Table 5).
All the calcifying cultures showed carbonate-solubilization ability when grown on 0.14% CaCO3 ,
after four weeks of incubation at 28 ◦ C (Table 6). Vibrio tubiashii (P2), Clavibacter agropyri (P3, P10), the
not identified strains P1 (Figure 3), and P7 being particularly effective.
Apart from strain P9, identified as Clavibacter agropyri, which do not dissolve detectable amounts
of carbonate, all the calcifying strains showed poor CaCO3 solubilization ability, when grown on 2.5%
CaCO3 (Table 6). Three calcifying cultures (P1, P2, and M5) showed spotted solubilization (Table 6
and Figure 4). The mixed calcifying culture M5 showed solubilization activity in a lesser extent
than expected.

CaCO3 (0.14%)

CaCO3 (0.25%)

P1

Not identified

+++

+/- a

P2

Vibrio tubiashii

+++

+/-

Clavibacter agropyri

+++

+/+ +
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P4
Clavibacter agropyri
++
++
Table 6. Solubilization activity of the calcifying bacterial cultures obtained from a rhizospheric soil
Sphingomonas sanguinis
(L’Aquila-Central Italy).
M5
(P12), Not identified (P13),
++
+
Pseudomonas
syringae
(P14)
Strains
Identified Species
Solubilization
Corynebacterium
++
urealyticum
Not identified
tubiashii
P7
NotVibrio
identified
+++
Clavibacter agropyri
P8
Clavibacter agropyri
++
Clavibacter agropyri
Sphingomonas
sanguinisagropyri
(P12), Not identified +(P13),
P9
Clavibacter
+
Pseudomonas syringae (P14)
P10
Clavibacter agropyri
+++
Corynebacterium
urealyticum
Not identified
P11
Sanguibacter
suarezii
++
Clavibacter agropyri
Clavibacter agropyri
Clavibacter agropyri
Sanguibacter suarezii
P6

P1
P2
P3
P4
M5
P6
P7
P8
P9
P10
P11

a

CaCO3 (0.14%)
++
+++
+ + ++/+ +
+++
+/++
++ -

+

++
+++ +
++
++
+++
++

CaCO3 (0.5%)
+/- a
+/+/+ +
++
+
++
+/+ +
+/+
+

+/- = spotted solubilization.

Figure 4. CaCO3 solubilization, after 30 days incubation at 28 ◦ C, by the not identified strain P1, firstly
named U1. Note that the solubilization is almost complete at 0.14% (left), and as spots at 2.5% CaCO3
(right).

3.5. Bacterial Calcification Activity by the Imagej Software
3.5. Bacterial Calcification Activity by the Imagej Software
It is possible to evaluate the CaCO3 precipitation efficiency of a calcifying strain taking into account
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ImageJ
software
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to
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a
very
effective
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index,
referred
in
this
paper
as
“extent”
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average surface occupied by CaCO3 crystals biodeposited on an agarized medium). The BCP extent,
calcification level as percent average surface occupied by CaCO3 crystals biodeposited on an agarized
medium). The BCP extent, depending on all the calcification parameters mentioned above, allows to
15bacterial strain, optimizing the screening program.
test in a single step the calcification aptitude of each
Figure 5 shows the percent average surface occupied by CaCO3 crystals precipitated by the
calcifying bacterial cultures, after 30 days of growth on B4 agar, at 28 ◦ C.
Two groups of calcifying strains were identified on the basis of their calcification ability in terms of
extent (%) of the biocemented area: A group of very highly active BCP bacteria, with percent average
surface occupied by CaCO3 crystals greater than 25% and group of less active bacteria with CaCO3
percent average surface less than 25%. The calcifying strains belonging to the first group were strains
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No signs of calcification were observed on the sand sample not biotreated (Figure 6). This showed
slows down almost completely [66]; and (iii) strain P11, identified as Sanguibacter suarezii, Gram-positive.
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Figure 6. Samples of biocemented sand through CaCO3 precipitation by strains P2, P11, M5, and P9 (starting
from the upper left to the lower right) after 20 days of incubation, at 28 °C. Untreated control at the left bottom.
The plates were positioned vertically to highlight the biocementation of the sand, not present in the control.

Figure 6. Samples of biocemented sand through CaCO3 precipitation by strains P2, P11, M5, and P9
(starting from the upper left to the lower right) after 20 days of incubation, at 28 ◦ C. Untreated control
at the left bottom. The plates were positioned vertically to highlight the biocementation of the sand,
notNo
present
control. were observed on the sand sample not biotreated (Figure 6). This showed that
signsin
ofthe
calcification
the cementing action of the sand particles was to be attributed to the bacterial cells.
Strain P6 (Corynebacterium urealyticum), belonging to the first group of calcifying strains (Figure 5), was
selected for deep sand biocementation base on its capability to precipitate CaCO3 crystals in liquid B4 medium,
to hydrolyze urea, and to grow in anaerobiosis (Tables 5). The results obtained after one week (on the left) and
two months (on the right) of treatment are shown in Figure 7.

Figure 7. Test for deep biocementation of 300 g of sea sand in Magenta vessel (60 × 60 and 50 mm
height), by strain P6 (Corynebacterium urealyticum) grown on B4 liquid medium. On the left the sample
after a week of treatment, on the right the sand-sample after two months of treatment (note the complete
occlusion
ofTest
visible
pores
by the biodeposition
of CaCO
crystals).vessel (60 × 60 and 50 mm height), by
Figure 7.
for deep
biocementation
of 300 g of sea
sand in3 Magenta
After
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reachmedium.
a cementation
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thesufficient
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thestrength
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did
not
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tovisible
be [38,39].
subjected
theAfter
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urea,reach
chloride,
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righteven
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(note the and
complete
occlusion
of

to the shear
test, even
in the
presence of urea,
calcium chloride, and low clay fraction [38,39].
3 crystals).
pores strength
by the biodeposition
of CaCO
17
Optimization of the deep biocementation experiments, fallowing outside the objectives of this work,
After the biotreatment, the sand samples did not reach a cementation level sufficient to be subjected to
has not been carried out.
the shear strength test, even in the presence of urea, calcium chloride, and low clay fraction [38,39].

3.7. SEM, XRD, and EDS Analyses

17

SEM observations were carried out to study the morphological characteristics of the biominerals
precipitated and the involvement of bacteria in calcite biomineralization. A variety of crystal
shapes were observed. The most frequent were single irregular spheres (Figure 8a,c–f), hemispheres
(Figure 8a,e), and their irregular aggregates (Figure 8e, in particular). Most of the formed crystals had
rough surfaces. SEM investigation also revealed the presence of bacterial cells in close contact with
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CaCO3 crystals (Figure 8a,c,d, and f, in particular). The presence of CaCO3 associated with bacteria
proves that bacteria served as nucleation sites during the mineralization process.

Crystals

Bacterial
biofilm

Bacterial
biofilm

Figure 8. Scanning electron micrograph of CaCO3 crystals and calcite aggregates deposited in vitro
on agarized B4, at 28 ◦ C by rhizospheric strains P1 (unidentified) (a–d) and P2 (Vibrio tubiashii) (e,f).
(a) Bioliths, spherical and hemispherical; magnification 50 µm. (b) Enlargement of a, contact zone
between two bioliths, during the aggregation phase, showing a bridge formed by biofilm and CaCO3
crystals of neo-deposition; 20 µm magnification. (c) Enlargement of a, observe the significant amounts
of bacterial cells in the background, 20 µm magnification. (d) Spherical bioliths completely immersed
in the microbial biofilm, 50 µm magnification. (e) Aggregate formed by bioliths and hemi-bioliths,
surrounded by bacterial cells; 100 µm magnification. (f) CaCO3 aggregate of three bioliths, note the
cementing action of the microbial biofilm; 20 µm magnification.
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(e) Aggregate formed by bioliths and hemi-bioliths, surrounded by bacterial cells; 100 µm magnification. (f)
CaCO3 aggregate of three bioliths, note the cementing action of the microbial biofilm; 20 µm magnification.
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According to EDS analysis, also the untreated sand presents, besides a high content of silica and oxygen,
calcium and carbon but in low amount (Figure 11). As showed by the physico–chemical analyses (Table 2) and
XRD (Figure 12), organic matter is the origin of C, while lithogenic carbonates could be the origin of Ca
identified by EDS.
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Figure 10. EDS spectrum and SEM image of the sand after 20 days of treatment at 28 ◦ C with the strain
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According to EDS analysis, also the untreated sand presents, besides a high content of silica and
oxygen, calcium and carbon but in low amount (Figure 11). As showed by the physico–chemical
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analyses (Table 2) and XRD (Figure 12), organic matter is the origin of C, while lithogenic carbonates
could be the origin of Ca identified by EDS.

Figure 11. EDS spectrum and SEM image of the untreated sand.

Figure 11. EDS spectrum and SEM image of the untreated sand.
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Figure 12. XRD pattern of the sea sand. The spectrum shows the prevalence of quartz and calcite.

Figure 12. XRD pattern of the sea sand. The spectrum shows the prevalence of quartz and calcite.
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selection of bacterial strains to optimize the biodeposition of CaCO3 in a variety of biotechnological
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as well as the criteria for the
applications. To date, two strategies involving bacteria capable of inducing CaCO precipitation have
selection of bacterial strains to optimize the biodeposition of CaCO3 in a variety 3of biotechnological
been mostly used: One in which an axenic culture is used directly for biotechnological purposes and
applications. To date, two strategies involving bacteria capable of inducing CaCO3 precipitation have
another that utilizes the carbonatogenic potential of the autochthonous microbial communities. In this
been mostly used: One in which an axenic culture is used directly for biotechnological purposes and
study, we adopted a novel approach based on the study (through the Biolog EcoPlates) of the BCP
another that utilizes the carbonatogenic potential of the autochthonous microbial communities. In
potential of the sampling site (a rhizospheric soil) and the use of selected (pure or mixed) calcifying
this study, we adopted a novel approach based on the study (through the Biolog EcoPlates) of the
cultures from this community. Until now, rhizospheric soil has been scarcely explored, with most of
BCP potential of the sampling site (a rhizospheric soil) and the use of selected (pure or mixed)
the studies focused on different calcium carbonate deposits in caves, freshwater, and seawater. Growth
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of the sampling site is conditioned by the use of mixed cultures whenever calcifying ability of the
bacterial culture decreases or disappears following bacterial strain purification. Thus, it is important to
preserve the BCP potential of the rhizospheric microbial community.
To select (pure or mixed) bacterial cultures suitable for sand biocementation, we performed an
array of tests based on carbonate precipitation (i.e., CaCO3 precipitation on solid media at different
temperatures or in liquid condition at 28 ◦ C), carbonate solubilization as well as physio-morphological
analyses. To assess the extent of calcification by each bacterial strain, we applied ImageJ software
as a new method for estimating BCP in solid media. Nevertheless, the positive results we obtained
both in the enrichment and in the selection of bacteria useful for sand biocementation, the approach
we proposed as well as the use of the ImageJ as a screening tool, need to be further investigated
and optimized.
As a future goal, we are studying the role of cell interactions, namely the occurrence of a cell-to-cell
communication system (quorum sensing), in the BCP process mediated by Gram-negative bacteria.
Moreover, an optimization of the ImageJ method is in progress using a motorized microscope (Zeiss
AXIO Imager.M2) with an Axiocam 503 camera, for the automatic choice of the visual fields and an
accurate scale-bar determination and calibration.
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Andrei, A.-S.; Păuşan, M.R.; Tămaş, T.; Har, N.; Barbu-Tudoran, L.; Leopold, N.; Banciu, H.L. Diversity
and biomineralization potential of the epilithic bacterial communities inhabiting the oldest public stone
monument of Cluj-Napoca (Transylvania, Romania). Front. Microbiol. 2017, 8, 372. [CrossRef] [PubMed]
Jones, D.L. Organic acids in the rhizosphere—A critical review. Plant Soil 1998, 205, 25–44. [CrossRef]
Florenzano, G. Fondamenti di Microbiologia del Terreno; REDA: Rome, Italy, 1983; p. 123.
Marilley, J.; Aragno, M. Phylogenetic diversity of bacterial communities differing in degree of proximity of
Lolium perenne and Trifolium repens roots. Appl. Soil Ecol. 1999, 13, 127–136. [CrossRef]
Atlas, R.M.; Bartha, R. Microbial Ecology: Fundamentals and Applications, 4th ed.; The Benjamin/Cummings
Publishing Company: San Francisco, CA, USA, 1998; ISBN 0805306552.
Kourtev, P.S.; Ehrenfeld, J.G.; Haggblom, M. Exotic plant species alter the microbial community structure
and function in the soil. Ecology 2002, 83, 3152–3166. [CrossRef]
Ivanov, V.; Chu, J. Applications of microorganisms to geotechnical engineering for bioclogging and
biocementation of soil in situ. Rev. Environ. Sci. Biotechnol. 2008, 7, 139–153. [CrossRef]
Burbank, M.B.; Weaver, T.J.; Williams, B.C.; Crawford, R.L. Urease activity of ureolytic bacteria isolated
from six soils in which calcite was precipitated by indigenous bacteria. Geomicrobiol. J. 2012, 29, 389–395.
[CrossRef]
Davis, M.J.; Gillaspie, A.G.; Vidaver, A.K.; Harris, R.W. Clavibacter: A new genus containing some
phytopathogenic coryneform bacteria, including, Clavibacter xyli subsp. xyli sp. nov., subsp. nov. and
Clavibacter xyli subsp. cynodontis subsp. nov., pathogens that cause ratoon stunting disease of sugarcane
and bermudagrass stunting disease. Int. J. Bacteriol. 1984, 34, 107–117.
Riley, I.T. Serological relationships between strains of coryneform bacteria responsible for annual ryegrass
toxicity and other plant pathogenic corynebacteria. Int. J. Syst. Bacteriol. 1987, 37, 153–159. [CrossRef]
Riley, I.T.; Reardon, T.B.; McKay, A.C. Genetic Analysis of plant pathogenic bacteria in the genus clavibacter
using allozyme electrophoresis. J. Gen. Microbiol. 1988, 134, 3025–3030. [CrossRef]
Fernandez-Garayzabal, J.F.; Dominguez, L.; Pascual, C.; Jones, D.; Collins, M. Phenotypic and phylogenetic
characterization of some unknown coryneform bacteria isolated from bovine blood and milk: Description of
Sanguibacter gen. nov. Lett. Appl. Microbiol. 1995, 20, 69–75. [CrossRef] [PubMed]
Thompson, F.L.; Iida, T.; Swings, J. Biodiversity of Vibrios. J. Microbiol. Mol. Biol. Rev. 2004, 68, 403–431.
[CrossRef] [PubMed]
Tubiash, H.S.; Chanley, P.E.; Leifson, E. Bacillary necrosis, a disease of larval and juvenile bivalve mollusks. I.
Etiology and epizootiology. J. Bacteriol. 1965, 90, 1036–1044. [PubMed]
Okada, K.; Iida, T.; Kita-Tsukamoto, K.; Takeshi, H. Vibrios commonly possess two chromosomes. J. Bacteriol.
2005, 187, 752–757. [CrossRef] [PubMed]
Rivadeneyra, M.A.; Delgado, R.; del Moral, A.; Ferrer, M.R.; Ramos-Cormenzana, A. Precipitation of calcium
carbonate by Vibrio spp. from an inland saltern. FEMS Microbiol. Ecol. 1994, 13, 197–204. [CrossRef]
Rodriguez-Navarro, C.; Jimenez-Lopez, C.; Rodriguez-Navarro, A.; Gonzalez-Muñoz, M.T.;
Rodriguez-Gallego, M. Complex biomineralized vaterite structures encapsulating bacterial cells. Geochim.
Cosmochim. Acta 2007, 71, 1197–1213. [CrossRef]
© 2019 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

