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Abstract: Ageing of historical documents often results in changes in the optical properties of the constituent materials. Imaging spectroscopy (IS) can be a valuable tool for monitoring of such changes,
if the method fulfils two important conditions. Firstly, compared to natural ageing, the accumulated
light dose from repeated measurements of the monitored document must not induce any significant degradation. Secondly, the monitoring instrumentation and procedures should be sensitive
enough to detect changes in the materials before they become visible. We present experimental
methods to evaluate the suitability of IS instrumentation for monitoring purposes. In the first set of
experiments, the impact of repeated monitoring measurements was determined using a set of Blue
Wool Standard materials. In the second set of experiments, the capability of the instrument to detect
spectral changes was tested using ISO standard materials and several documents representative of
European archive collections. It is concluded that the tested hyperspectral instrument is suitable
for monitoring of the colour change of documents during display. The described experimental
approach can be recommended to test the suitability of other imaging spectroscopy instruments for
monitoring applications.
Keywords: light damage; colour difference; ageing; monitoring; imaging spectroscopy; spectral imaging;
exhibitions; preventive; quantitative; books; paper; conservation; exhibitions; archive; library
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1. Introduction

nal affiliations.

Imaging spectroscopy (IS) is a well-established analytical method in heritage science [1,2]. Based on the literature review done in 2014 [3] and a more recent one in 2020,
it was possible to identify a deficiency about standards and experimental studies for the
quantification of the impact and monitoring sensitivity of IS on heritage materials. With the
intent of partly filling this knowledge gap we have been using the “SEPIA” hyperspectral
imager of the Nationaal Archief (National Archives of The Netherlands) as a case study
instrument. The described method can be transferred to validating other IS instruments
and applications.
Assessing the impact of the environment and potential changes on cultural heritage
during exhibitions is part of the professional standards of conservators [4] and their code
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of ethics [5]. The environmental parameters for long-term preservation of historical documents in storage are recommended to be 16 ◦ C to 20 ◦ C, 35 to 50% RH, and complete
darkness [6–8]. When a historical document is not in storage but exhibited or otherwise
exposed to light, it could undergo unwanted degradation. In conservation assessment,
qualitative methods such as visual examination or photographic documentation are usually
employed. More advanced and objective methods for monitoring changes are point-based
measurements done with non-destructive methods such as single beam spectrometry or
with micro-invasive chemical analysis by micro-sampling the monitored object. Both methods are effective in giving information about the analysed area, but they preclude the
assessment of the overall condition of those artefacts that are very inhomogeneous. Moreover, the use of micro-invasive tests is in most of the cases not allowed and it cannot be
repeated multiple times on the same spot. IS represents for this reason the most promising
method for monitoring the optical properties of heritage materials in a non-invasive way
and in the long term [9–11]. The spatial and spectral characteristics of IS instruments can in
fact allow for the identification of entire areas on the monitored document where changes
occur rather than single spots.
There is a clear distinction between using IS as an analytical tool and as a monitoring
instrument. Monitoring involves technical challenges such as the alignment and comparison of images taken of the same area at different times, repositioning of the camera and
illumination and choice of calibration standards. A project on the digitization of paintings
using multispectral imaging at the National Gallery of London in 1988 was one of the first
works in the field of heritage science that addressed these issues [12]. Following to that,
the VASARI project was the first attempt to standardize monitoring of paintings [13,14].
This project was then followed by the MARC and the CRISATEL projects [15–17]. In book
and paper conservation, only a few research projects have so far addressed the use of IS for
monitoring purposes [18–24].
From a conservation point of view, ideally repeated measurements should not damage
the monitored objects at all. It is of course essential that the monitored condition indicators are not changed more significantly by the monitoring instrument itself than by the
exhibition conditions. The cumulative light dose depends on the measurement frequency,
monitoring period (typically years), and the construction of the IS instrument itself. The IS
instrument is deemed to be suitable for the intended monitoring applications, if any cumulative colour changes induced by the measurement itself remain well below the threshold
of visual perception for even the most light-sensitive material. Note that different criteria
and thresholds for the acceptable impact of the instrument may be chosen, depending on
the range of materials, the measurement schedule, and the intended monitoring period.
Ideally, the IS instrument has to enable the detection of changes before such changes
become visibly detectable so to prevent the occurrence of damages rather than documenting
them. The repeatability of measurements, which determines the sensitivity limit for
detecting changes in the object, depends on the construction of the instrument and the
measurement method, spectral calibration, and methods and software algorithms applied
to the comparison of measurements of the same object taken at different times.
2. Materials and Methods
In this case study, the “SEPIA” Hyperspectral Imager (Art Innovation BV, now DEMCON based in Enschede, The Netherlands) was used. The instrument features two identical
wavelength-tunable light sources (70 spectral bands in the range 365 nm–1100 nm) and
a monochrome CCD camera (4 megapixel) mounted at a 45◦ /0◦ geometry with respect
to the surface of the recorded document. This is a fully enclosed system, meaning that
no external light can enter the recording area. Figure 1 shows a schematic drawing of the
setup and an image of the instrument installed at the Nationaal Archief.
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Figure 1. The case study Imaging spectroscopy (IS) instrument installed in the conservation laboratory of the Nationaal
Archief [25].

During a measurement, the document is consecutively illuminated for pre-programmed
exposure time periods by monochrome light from the light sources at each band. The instrument and the recording parameters are described in more detail in a previous publication [25].
For measuring the monitoring impact of repeated IS recordings, a set of Blue Wool
Standard (BWS) acquired from Preservation Equipment Ltd. (based in Norfolk, UK) was
used. BWS are dyed textile references with well-defined fading characteristics and they are
available in a range of light-fastness grades [26].
These references are very well-known in the field of conservation as they are generally
used to assess the impact of illumination during exhibitions in a qualitative way [27] or to
calculate the cumulative light dose through calibration [28]. In this study, samples of grades
1 to 8 were mounted on a flat black-painted sample holder. To provide a reference, one half
of the area of each sample was shielded with a paper board for most of the measurements,
while the other half was exposed to the lights of the instrument at every IS measurement.
The samples were exposed to 45 IS measurements, corresponding to a monitoring period
of about 20 years. The monitoring period of 20 years was chosen as the best representation
for the operational lifetime of such an instrument and because two recordings per year
were considered for the exhibited documents at the Nationaal Archief as they follow
a rotation schedule every six months. The effect of the IS measurements on the BWS
samples was determined by repeated measurements of their reflectance spectra with a
spectrophotometer (model Xrite i1pro-1) that provides reflectance values at every 10 nm
over the spectral range of 380 to 730 nm, using a measurement spot diameter of 4.5 mm
in a 45◦ /0◦ illumination/detection geometry. After calibration with the white standard
provided with the device (calibration software “i1 Diagnostic v 4.0.0.127”), 10 different
spots were measured on each BWS sample. The reproducibility of these spot measurements
is shown in Figure 2, with the spectrum of BWS Grade 1 before any exposure to IS as
an example. The average spectral reflectance values over the 10 spot measurements
are connected by straight lines. The error bars around each average value indicate ±1
standard deviation (SD) of the spectral reflectance values of the 10 individual measurements.
For further analysis, the average spectra of the 10 spots were used.
To enable the assessment of the impact of IS, the reproducibility of the photospectrometer for measuring any spectral changes must be high enough so that the corresponding
error on the measured colour change is below the visual detection threshold. This was
verified by comparing any two photometer spectra (each averaged over 10 spots) that were
measured on the same BWS reference area when it had been exposed to the same number
of IS measurements. For each BWS sample, 51 unique pairs of such measurements are
available. For each pair, the difference spectrum of the later minus the earlier one of both
measurements and their colour difference ∆E2000 [29] were calculated. The visual thresh-
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old was set at a value of ∆E2000 = 0.7, which based on the work of Pretzel [30] corresponds
to the 30% probability that a human observer is able to detect a colour difference.

Figure 2. Spot measurement reproducibility of the Xrite spectrophotometer on the Blue Wool Standard (BWS) grade 1.

As seen in Figure 3, the mean value of the differences does not exceed the SD, and for
most wavelengths it even remains considerably below the SD. This means that there
is no significant bias (drift) of the photospectrometer measurements and no significant
change of the spectra of the reference area in the course of the experiment. The SD of the
photospectrometer measurements on the reference areas can therefore be used to estimate
the measurement error: measured spectral changes on the exposed BWS areas can be
assumed to be significant (i.e., real changes) if they exceed ±2 SD.

Figure 3. Average and standard deviation of the spectral difference curves based on 51 unique pairs of photospectrometer
measurements of the BWS Grade 1 performed without an IS measurement cycle in between.
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For each of the 51 pairs of reference area measurements, the colour difference (∆E2000)
was calculated. The average colour difference is 0.14 (SD = 0.08), and for 95% (i.e.,
for 49 pairs) of the measured colour difference values were less than 0.27. The latter
value can be used as a conservative estimate of the measurement error for the colour
difference: if a colour difference measured on an exposed area exceeds this value, it very
likely indicates a true colour change rather than a measurement error.
Spectrophotometer measurements themselves required irradiation of the BWS samples, and the overall results therefore represent an overestimation of both the measurement
error and of the impact of long-term monitoring.
For testing the monitoring sensitivity, a second set of samples containing the BWS as
well as common archival materials were exposed to photodegradation using a range of
light doses. Table 1 reports the six test materials that were selected.
Table 1. Specifications of the materials used for the accelerated light-ageing tests.
Blue Wool Standard Grade 1
Source

Characteristics

986–1000 Blue Scale Fading Cards (Preservation Equipment Ltd.)

•
•
•

Light-sensitive: useful to study spectral changes caused by small light doses
Often used in conservation to monitor light quality during exhibitions: it is a valid reference
for conservators
ISO standard BS EN ISO 105-B08

Blue Wool Standard Grade 2
Source

986–1000 Blue Scale Fading Cards (Preservation Equipment Ltd.)

Characteristics

•

Same as above, only half as sensitive to exposure to light

Iron-gall Ink on Paper
Source

Discarded original blotting paper found in the Nationaal Archief.

Characteristics

•
•
•
•
•

Used to absorb the ink from documents during their redaction.
Dated to 1798 based on a date absorbed on it from unknown document
Uniform ink stain sufficiently large to produce samples of high homogeneity
The most common ink in European historical archives
Well-known for its chemical instability [31]

Lignin-containing Paper
Source

SurveNIR reference material collection [32] code SUR916

Characteristics

•
•
•
•
•
•

Dated to 1894
70% ground-wood, 30% bleached cellulose
pH 4.2
Lignin content 153 mg/g
Rosin-sized
This paper type is expected to oxidize and rapidly change colour [33]

Contemporary Print Paper
Source

Characteristics

Fastprint® A4, 80 g/m2

•
•
•

In use at Nationaal Archief as considered to be highly durable
Expected to be stable during light ageing, thus a good reference to compare other materials
with higher sensitivity
ISO 14001

Rag Paper
Source

Characteristics

Sample JP422, UCL Institute for Sustainable Heritage Reference Material Collection, source:
Swedish National Archives

•
•
•

Dated to early 19th century
Gelatine-sized
Rag paper is expected to be more chemically stable than lignin-containing paper [34], useful
as a second historical paper sample in this study
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The main light sources used in the exhibition De Verdieping van Nederland at the
Nationaal Archief at the time of the experiments are quartz-tungsten halogen reflector
lamps without infrared suppression, which are mounted on the room ceiling for spot
illumination of the objects in their glass cases. The dedicated setup that was built for
accelerated light ageing [33,34] was designed to approximate the light spectrum of the
illumination of the objects in the exhibition. To achieve this, the same type of halogen
reflector lamps were used and the light was transmitted through the top glass plate of an
exhibition case. As opposed to the situation in the exhibition, a homogeneous distribution
of the light intensity on the samples at the intended level was required. Therefore, the light
transmitted through the glass was diffused by scattering it from white cardboard in two
steps before it reached the sample areas. The homogeneity with each area was verified
with a lux meter.
Figure 4 shows the spectral power distribution of the homogenized halogen light with
which the samples were irradiated in this research.

Figure 4. Spectral power distribution of the light sources used during accelerated light ageing.

The setup was used to induce accelerated light ageing at five intensity levels, by placing a set of samples at a suitable distance from the diffused light source. The light intensity
to which each sample set was exposed was measured with a lux meter and monitored after
each exposition time.
To prevent excessive heating of the samples, which could impact on their ageing
behaviour in an uncontrolled way, forced air cooling was applied to the confined space of
the sample chamber. The air temperature and relative humidity were monitored inside and
just outside of the sample chamber. During the light ageing experiments the temperature
ranged from 20 ◦ C to 26 ◦ C and the relative humidity from 35% to 62% RH.
The illumination in the De Verdieping van Nederland exhibition at the time of the
experiments were 50 lux for 7 h/day over a period of three months.
The samples in this research were exposed to light doses ranging from ca. 1.5 to
500 klx·h, which corresponds to a range of 4–1400 days of exhibition at the above conditions.
Table 2 reports the range of light doses obtained using different combinations of irradiation
intensities and exposure times. In addition, 5 subsamples of each material underwent
the same preparation but remained covered (i.e., 0 lx) during the accelerated light ageing
process to serve as reference samples, having experienced only a small light dose during
sample preparation.
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Table 2. Light doses in klx·h achieved through different combinations of intensity and exposure
times, as applied to each of the 6 tested materials. The values in parentheses indicate the number of
exhibition days equivalent to the light doses.
Intensity

Exposure Times
5h

10 h

30 h

60 h

100 h

0 lx

0

0

0

0

0

312.5 lx

1.6
(4 d)

3.1
(9 d)

9.4
(27 d)

18.8
(54 d)

31.3
(89 d)

625 lx

3.1
(9 d)

6.3
(18 d)

18.8
(54 d)

37.5
(107 d)

62.5
(179 d)

1250 lx

6.3
(18 d)

12.5
(36 d)

37.5
(107 d)

75.0
(214 d)

125.0
(357 d)

2500 lx

12.5
(36 d)

25.0
(71 d)

75.0
(214 d)

150.0
(429 d)

250.0
(714 d)

5000 lx

25.0
(71 d)

50.0
(143 d)

150.0
(429 d)

300.0
(857 d)

500.0
(1429 d)

Table 2 also indicates the number of days in the exhibition that would result in the
same accumulative light dose. The row with 0 lx indicates the reference subsamples that
remained covered during the accelerated aging.
The number of 6 materials and the number of light intensities were chosen to optimize
the recording surface of the IS instrument. For each of the six materials, 5 × 6 = 30 subsamples
were cut out, to be used in the experiments. The samples were arranged to fit into the
field-of-view (FOV) of the tested IS instrument (120 mm × 120 mm) in order to optimize
the duration of measurements and improve the quality of the results.
Round samples (Ø 5 mm) were cut taking care they were taken from a homogeneous
area of each test material. The pieces were mounted on five buffered RagMat Museum
Board 4 ply Natural, without liquid adhesive but instead using Filmoplast® by Neschen
that covered only small margins of the samples as shown in Figure 5a.

Figure 5. (a) The mounted samples used for the light ageing experiments. Rectangular regions-of-interest (ROI)s defined on
the IS datacube before (b) and after (c) the light ageing experiment. Each ROI is drawn in the same colour in the 680 nm
spectral grayscale images in both recordings.

The resulting set of 180 sub-samples was measured with the IS instrument twice:
before and after the accelerated light-ageing experiment. Each measurement results in
a calibrated hyperspectral datacube (a stack of calibrated spectral images) that contains
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a spectral reflectance curve for each image pixel. For each of the 180 material samples a
region-of-interest (ROI) consisting of 38 × 52 = 1976 pixels was defined, which corresponds
Heritage 2021, 4 FOR PEER REVIEW to an area = 2.3 × 3.2 mm. Any slight shift of the samples in the field-of-view of the instru9
ment, visually detected in the second measurement with respect to the first measurement,
was compensated by a corresponding shift of the ROI areas, see Figure 5b,c.
For each ROI, the mean spectral curve and the standard deviations (SD) over all
1976 pixels were calculated for both measurements. Figure 6 shows the mean spectral
curves of one particular ROI for each test material before artificial ageing. The standard
deviation reflects the combination of measurement noise of individual pixel values and
the inhomogeneity of the material within the ROI area. Note that the peak in the curves
of all samples at 380 nm is most likely caused by an imperfection of the corresponding
spectral filter of the instrument, i.e., it is a measurement artefact rather than a reflectance
characteristic of the samples.
For each sample, the difference spectrum was calculated by subtracting the correbefore light ageing from the spectral
curve of the same
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ROI after ageing. These difference spectra correspond to the spectral changes over the
Figure 5. (a) The mounted samples used for the light ageing experiments. Rectangular regions-of-interest (ROI)s defined
wavelength range of 365 to 1100 nm induced by ageing.
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Figure 6. Cont.
Figure 6. Mean reflectance spectra of the ROI of each of the 6 materials measured with the IS instrument before ageing
(from top to bottom): Blue Wool Standard grade 1, Blue Wool Standard grade 2, iron = gall ink on paper, lignin-containing
paper, contemporary printer paper, rag paper The error bars indicate ±1 SD at the corresponding wavelength.
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When considering degradation of archival materials, an important criterion is whether
such degradation can be detected visually (e.g., by comparison with colour charts). Therefore,
in addition to the spectral differences at all wavelengths, the colour difference values ∆E2000
were calculated for samples before and after ageing. These results are reported in Table 3.
Table 3. Estimated errors for the calculated ∆E2000 colour difference values and standardized
Euclidian vector distance values, ∆Euclid , for the IS measurements of the aged test materials.
Material

ε(∆E2000)

ε(∆Euclid )

Blue Wool Standard Grade 1

0.19

0.00014

Blue Wool Standard Grade 2

0.36

0.00013

Iron-gall Ink on Paper

0.45

0.00015

Lignin Containing Paper

0.13

0.00012

Contemporary Printer Paper

0.15

0.00015

Rag Paper

0.21

0.00014

As an estimate for the measurement error ε(∆E2000), for each material the maximum colour difference measured between the exposed and unexposed samples was used.
It therefore takes into account the repeatability of the IS measurement itself, including any
residual ROI positioning error and also any change in the reference samples not exposed to
ageing. Any detected colour change >ε(∆E2000) can thus be assumed to be a true change
rather than measurement error. This means that ε(∆E2000) defines the detection limit of
the method, for the respective material. Note that for all materials, the measurement error
ε(∆E2000) is well below the threshold value of ∆E2000 = 0.7, above which there is a 30%
chance that a colour change is visually noticeable for a human observer.
The ∆E2000 value indicates whether a colour change induced by the ageing could
be visibly detectable. Taking into account the particulars of human colour perception in
combination with standardized illumination condition, reflectance changes in different
wavelength regions are weighted differently and by definition, reflectance changes outside
the visible range are not taken into account for colour measurements.
An alternative measure of spectral change that takes into account all wavelengths in
the measured spectral range is the so-called standardized Euclidian distance ∆Euclid . It is
not based on (and limited by) human colour perception, and it uses all spectral values over
the entire spectral range provided by the used instrument. The contribution from each
wavelength to ∆Euclid is weighted according to the estimated error. It is defined as:
∆Euclid =

r

∑ Wi · ( R1 (λi ) − R0 (λi ))2

(1)

i

where
Wi =

σ −2 ( λ i )

∑ j σ −2 λ j

(2)

while the other symbols used are defined in Table 4. Note that all spectral measurements
were carried out at the same spectral bands, which means that the sums in Equations
(1) and (2) have the same number of terms for all samples. The standardized Euclidian
distances are therefore comparable for all samples without the need to normalize for the
number of spectral bands.
As an estimate for the measurement error ε(∆Euclid ) the maximum ∆Euclid value determined for the 5 unexposed samples was used for each material reported in Table 1.
Since the standardized Euclidian distance includes measurement data from additional
spectral bands outside the visible range, there is the chance that allows the detection of
changes of the monitored material before they can be detected by measurements in the
visible range only.
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Table 4. Symbols used in Equations (1) and (2).
Symbol

Description

∆Euclid

Standardized Euclidean distance of n-th spectrum from spectrum 0 recorded before any ageing

Wi

Weight factor at wavelength λi

σ(λi 
)
σ λj

Standard deviation over differences of reflectance values at wavelength λi or λ j between
measurements of the same sample, where the sample was not subjected to accelerated ageing

R0 ( λ i )

Spectral reflectance value at wavelength λi of a sample before ageing

R1 ( λ i )

Spectral reflectance value at wavelength λi of the same sample after ageing

3. Results
The eight different BWS samples were subjected to a number of IS measurements that
correspond to 20 years of regular monitoring, in order to assess the impact. Before any IS
measurements and after certain numbers of IS measurements, the samples were measured
with the photospectrometer in order to quantify the impact of the multiple IS measurements
on the materials with an independent instrument. Figure 7 shows for BWS1 the differences
in the photospectrometer spectra recorded after different numbers of IS measurements with
respect to the initial spectrum before any IS measurement. BWS grade 1 with the lowest
light-fastness was chosen among the eight samples as it is deemed to be representative
for the most light sensitive archival materials such as newspapers, photographs and
watercolours. The grey and the red dashed curves indicate the estimated error of the
photometer measurements with, respectively, ±1σ(λ) and ±2σ(λ) ranges around the mean
of the spectral differences measured for the reference area where both measurements were
exposed to the same number of IS measurement. After 16, 22, and 41 IS measurements,
the differences in measured reflectance for the wavelength range of 530 to 650 nm are
consistently outside the ±2σ(λ) range. The photospectrometer is thus capable of detecting
the corresponding small spectral differences in this wavelength range, which occur on the
exposed area of the BWS1 sample after multiple IS measurements.

Figure 7. Changes of spectral reflectance values of BWS Grade 1 measured with the photospectrometer after increasing
numbers of IS measurements as indicated. Additional dashed lines show the ±1σ and ±2σ intervals around the mean value
from the unexposed reference areas at the corresponding wavelengths.

While comparing measurements at individual wavelengths is useful, it is possible
that small, correlated changes in the spectra give rise to statistically significant differences
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before they can be detected at any of the individual measurements. In the present case
the main question was whether any changes caused by repeated IS measurements could
become visible to the human eye.
Figure 8 shows ∆E2000 for BWS Grade 1 as a function of the number of repeated
IS instrument measurements. As described in the Materials and Methods section of this
article, the ∆E2000 = 0.27 is the estimated error of the spectrophotometer measurement and
values higher than this indicate statistically significant colour changes. The limit value of
∆E2000 = 1 is per definition considered to be the smallest colour difference a trained human
observer can detect. The ∆E2000 = 0.7 level has been shown to be the threshold value above
which the statistically more than 30% of the human observers are able to detect a difference
in colour. All the measured colour differences remain below this more stringent threshold
value for the 41 repeated IS measurements.

Figure 8. ∆E2000 of BWS Grade 1 as a function of the number of repeated IS instrument measurements. A value of
0.27 is the estimated measurement error of the spectrophotometer and 0.7 is the threshold value for visual perception of
colour difference.

Results show that even very light-sensitive documents can be monitored with the
SEPIA over periods of more than 20 years with the frequency of measurement of twice a
year, before light exposure inherent to the measurement itself starts to effect any visible
changes. These results are specific for the SEPIA device but other IS measurement systems
could lead to similar results depending on their design. One of the key design features
of the SEPIA instrument is that the wavelength selection for each spectral image is done
inside the light sources. For each spectral image the measured object is irradiated only by
the relatively low-intensity monochromatic light required to record this particular image.
Other IS instrument concepts that rely on broadband illumination and sequential image
recording with spectral filters at the camera expose the monitored objects to unnecessary
high light doses and are therefore much less suitable for long-term monitoring. The camera
lens and image sensor (CCD or CMOS) of the IS instrument has to be efficient in collecting
the light reflected from the object, so that for a given light intensity the camera exposure
time can be as short as possible. After the camera exposure has finished, the light source
has to be switched off, so that the overall light dose received by the object during the entire
measurement is minimized. At the time of the experiment, the Nationaal Archief was
monitoring a range of circa 30 documents.
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The Xrite spectrophotometer proved to be sensitive enough for control measurements
as the colour changes induced in the most light-sensitive BWS became just measurable at
the 15th repeated measurement, although still well below the visibility threshold. However,
any further data analysis for the less light-sensitive BWS became obsolete with this, as even
Grade 1 BWS was not affected significantly.
The second set of experiments addressed the sensitivity of IS measurements for
detecting light-induced changes of six different materials. Figures 9 and 10 show the
measured spectral changes for the six materials as induced by exposure to the maximum
intensity of 5000 lux and a range of exposure periods. Please note the different y-axis
scales in the diagrams of both figures. Figure 9 also includes the spectral changes at the
minimum light intensity of 313 lux for BWS Grade 1. At the maximum light dose (i.e., at the
maximum exposure time at the given intensity), and typically already at much lower light
doses, all materials exhibit statistically significant spectral changes at several wavelengths.
For each material, the particular wavelength was determined where the maximum
absolute spectral change was measured. The capability of the IS instrument to measure
spectral differences in a given material can be expressed as the minimum light dose
required to induce a spectral change that exceeds the measurement error at the materialspecific wavelength with maximum change. The wavelengths and values of maximum
change, the error limits at these wavelengths and the minimum detectable light doses of all
materials are given in Table 5.
Table 5. For each material at the maximum light dose of 500 klx·h: wavelength of maximum spectral change (column 2);
measured spectral change (column 3), corresponding error limit at this wavelength (column 4); light dose at the minimum
detectable change (i.e., at the error limit, column 5); reference to the graph (column 6).

Material

Wave-Length
(nm)

Spectral
Change (%)

Error Limit (%)

Light Dose at min.
Detectable
Change (klx·h)

Corresponding
Figure

Blue Wool Standard Grade 1

720

−11.5

−1.0

3.5

10

Blue Wool Standard Grade 2

740

−3.8

−0.5

30

10

Iron-gall Ink on Paper

820

−2.3

−0.2

65

11

Lignin-containing Paper

450

−2.6

0.3

60

11

Contemporary Printer Paper

390

−2.3

−0.7

70

11

Rag Paper

430

+2.6

+0.8

55

11

From the spectral reflectance curves measured with the IS instrument before and after
accelerated ageing the function of induced colour change ∆E2000 vs. total light dose was
calculated. Figure 11 shows the data for BWS Grade 1.
In line with the reciprocity principle [35], it would be expected that for a given light
dose the same colour change is obtained regardless of the actual combination of light
intensity and exposure duration. However, the data points corresponding to 5000 lx clearly
show a slower increase than the rest. This could indicate deviation from reciprocity at high
intensities, however, it might also reflect an uncertainty of the intensity levels in the light
ageing setup. In any case, the dependence of colour change on light intensity is sufficiently
low for the purpose of this experiment, i.e., to quantify the lowest light dose that induces
colour change detectable by the IS instrument.
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Figure 9. Differences in spectral reflectance values as a function of wavelength for BWS Grade 1 exposed to 313 lux and
5000 lux, and for BWS Grade 2 exposed to 5000 lux, for different durations as indicated. The dashed black curves indicate
the upper and lower limits of the measurement uncertainty at each wavelength.
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Figure 10. Differences in spectral reflectance values as a function of wavelength for four different materials (paper with iron
gall ink, lignin-containing paper, contemporary printer paper, rag paper) exposed to 5000 lux for different durations as
indicated. The dashed black curves indicate the upper and lower limit of the measurement uncertainty at each wavelength.
For contemporary printer paper at wavelengths <400 nm, the curves are influenced by fluorescence. The changes induced
by light ageing at these wavelengths can probably be attributed largely to break-down of these fluorescent components.
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Figure 11. ∆E2000 as a function of light dose for BWS Grade 1, obtained at different combinations of light intensity and
exposure duration during the light ageing experiment. The actual light intensities are as indicated. The maximum colour
difference measured for unexposed samples is ∆E2000 = 0.19, which is used to estimate the measurement error in Table 3.

For the BWS1 sample, the ∆E2000 = 0.7 visibility threshold is obtained at light doses
~20–30 klx·h, corresponding to ~60–90 exhibition days at 50 lx, 7 h/day, from the halogen
light sources as used in the exhibition De Verdieping van Nederland. Furthermore, the conservative estimation of ∆E2000 = 0.5 as induced by IS measurements over 20 years can be
estimated as equivalent to ~40–60 days of exhibition under the same conditions.
In addition to the ∆E2000, the standardized Euclidian distance ∆Euclid was calculated
for the spectral reflectance curves measured after and before accelerated light ageing,
as shown in Figure 12 for the BWS Grade 1.

Figure 12. Standardized Euclidian distances, ∆Euclid , for BWS Grade 1, as a function of light dose as obtained with different
intensities, as indicated. The maximum distance measured for the unexposed samples is ∆Euclid = 0.16 × 10−3 , which is
used as an estimation of the measurement error in Table 3.

Tables 6 and 7 list ∆E2000 and ∆Euclid , respectively, at the maximum light dose of
500 klx·h, for all the sample materials. As expected on the basis of Figures 9 and 10,
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the biggest change is measured for BWS Grade 1 and the smallest change is measured for
contemporary printer paper.
Based on the detection limits ε(∆E2000) and ε(∆Euclid ) an estimate of the light dose
required to induce the minimum detectable change was made for each material. The corresponding values are listed in the last column of Tables 6 and 7, respectively. The required
light dose of 3.5 klx·h to achieve a detectable colour change in BWS Grade 1 samples
corresponds to ~10 days of exhibition under the stated conditions.
Table 6. Colour change for each material at the maximum applied light dose of 500 klx·h, except in
cases denoted with *, where the maximum was measured at the stated lower light dose. The light
dose corresponding to the minimum detectable change is defined as the minimum light dose at
which the measured colour change exceeds the measurement error ε(∆E2000) as listed in Table 3.
This minimum light dose is determined by linear interpolation of the measurement point just below
and the point just above ε(∆E2000).
Material

∆E2000 at 500 klx·h

ε(∆E2000)

Light Dose at
ε(∆E2000)

Blue Wool Standard Grade 1

3.69

0.19

3. 5 klx·h

Blue Wool Standard Grade 2

1.27

0.36

70 klx·h

Iron-gall Ink on Paper

0.40
(*150 klx·h) 0.61

0.45

≥500 klx·h

Lignin Containing Paper

1.2

0.13

20 klx·h

Contemporary Printer Paper

0.16
(*250 klx·h) 0.26

0.15

>500 klx·h

Rag Paper

0.96

0.21

22 klx·h

Table 7. Standardized Euclidian distance for each material at the maximum applied light dose of
500 klx·h, except in cases denoted with *, where the maximum was measured at the stated lower light
dose. The light dose corresponding to the minimum detectable change is defined as the minimum
light dose at which the measured spectral change exceeds the measurement error ε(∆Euclid ) as listed
in Table 3. This minimum light dose is determined by linear interpolation of the measurement point
just below and the point just above ε(∆Euclid ).
Material

∆Euclid at 500 klx·h

ε(∆Euclid )

Light Dose at
ε(∆Euclid ) (klx·h)

Blue Wool Standard Grade 1

0.00130

0.00014

5

Blue Wool Standard Grade 2

0.00038

0.00013

60

Iron-gall Ink on Paper

0.00031

0.00015

135

Lignin Containing Paper

0.00026

0.00012

70

Contemporary Printer Paper

0.00013
(*150 klx·h) 0.00024

0.00015

>500

Rag Paper

0.00025

0.00014

70

For contemporary printer paper with its much higher light-fastness, the colour and the
spectral changes at the maximum applied light dose of 500 klx·h is at the same level as the
corresponding detection limits given by the estimated measurement errors. Note that the
fact that the maximum colour and spectral difference were measured at lower light doses
is also an effect of the measurement uncertainty. For the iron-gall ink on paper sample,
the ∆E2000 colour change measured at 500 klx·h is also just at the level of the measurement
error so that this light dose can only be used as a lower limit. The ∆Euclid value at 500 klx·h
is about twice the estimated measurement error, allowing an estimate of 135 klx·h for the
minimum detectable light dose.
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Both ∆E2000 and ∆Euclid are generic measures for spectral change. It can be expected
that by using material-specific measures that give higher weights to those spectral regions where the strongest changes are induced, the sensitivity of the IS measurements for
detecting light-induced changes can be further improved.
4. Discussion
This article describes a generally applicable approach to evaluation whether an imaging spectroscopic instrument is suitable as a tool for monitoring of archival documents.
Depending on the object type to be investigated, instruments are typically selected based
on their spectral range and resolution, their field-of-view and spatial resolution. However, in order to be useful for monitoring, an IS instrument has to fulfil two additional
requirements:
1.
2.

Repeated measurements must not induce any significant additional spectral changes
to the monitored object
Small spectral changes must be detectable before they become obvious visually.

We have shown that Requirement 1 can be tested by subjecting Blue Wool Standards
to repeated measurements, corresponding to the intended duration of the monitoring
schedule. The induced spectral change needs to be determined with an independent,
sufficiently sensitive method, such as a spectrophotometer.
From a conservation point of view, the decision whether the predicted spectral changes
induced by IS measurements themselves are acceptable or not must become part of the
overall risk assessment of an institution’s exhibition and monitoring schedule. A reasonable guideline would be that the spectral changes induced by measurements must be
significantly less than those expected from exposure during exhibitions.
In the case study discussed here, the “SEPIA” hyperspectral imaging system was tested
for an intended monitoring period of 20 years with an average of two measurements per
year. The spectral changes induced by the tested IS instrument in Blue Wool Standard Grade
1 remained below the threshold for visually perceptible colour changes of ∆E2000 = 0.7,
which fulfils Requirement 1.
In order to test Requirement 2, sample materials representative of the monitored
objects should be used in addition to standard reference materials. This is because the
wavelength range and degree of spectral change depend on the material composition.
Furthermore, the strength and spectral characteristics of light-induced change typically
depend significantly on the irradiation spectrum. It is therefore advisable that the sample
materials are exposed to accelerated degradation under conditions similar to those they
are exposed to during exhibitions, in order to induce the same type of spectral change.
In our case study, four archival materials were subjected to accelerated ageing by
30 different combinations of light intensity and duration, corresponding to light doses
of up to 500 klx·h. The deployed lamp type was the same as that used in the exhibition
room De Verdieping van Nederland at the Nationaal Archief, to ensure that the same type
of spectral change is induced as expected for exhibitions. The samples were irradiated
with only moderate light intensities of up to 5000 lx and forced-air cooling was applied to
minimize their temperature increase. The induced spectral changes should not be distorted
significantly by any non-linearity of the material response with respect to the intensity
(reciprocity-failure [36]) or by very high local sample temperature and low humidity.
The spectral changes in the experiment are therefore expected to be comparable to those
incurred by the materials over many years due to the normal exhibition schedule.
The changes were evaluated by calculating colour differences ∆E2000 and standardized Euclidian distances ∆Euclid between the sample spectra measured before and after
accelerated light ageing. The minimum light dose required to induce a detectable spectral
change varied considerably from material to material. For the most light-sensitive Blue
Wool Standard Grade 1, the detection limit for light-induced colour change corresponded
to an exhibition period of ~10 days.
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The instrument was thus shown to have an acceptably small impact on the materials,
fulfilling Requirement 1, and acceptable high detection sensitivity for changes induced by
exhibition lighting, i.e., also fulfilling Requirement 2.
5. Conclusions
In our research, the spectral change detection limit was determined on the basis of
measurement repeatability over a time span of a few weeks. However, for long-term
monitoring applications, long-term repeatability should be established. Future studies will
have to look into practical calibration and validation procedures that are stable over long
periods of time. In conclusion, imaging spectroscopic instruments can be valuable tools
for monitoring the condition of archival documents and the present case study should be
useful to establish the suitability of other instruments and similar case studies.
Author Contributions: Conceptualization, R.P.; methodology, R.P., M.E.K., M.S.; software, M.E.K.;
formal analysis, R.P., M.E.K.; investigation, R.P.; resources, T.A.G.S. and G.d.B.; data curation, R.P.
and M.E.K.; writing—original draft preparation, R.P.; writing—review and editing, M.S., M.E.K.,
R.M.G.; visualization, R.P., M.E.K.; supervision, M.S.; project administration, R.P.; funding acquisition,
R.P., T.A.G.S., G.d.B. All authors have read and agreed to the published version of the manuscript.
Funding: This research received no external funding, but it was made possible thanks to the resources made available by the Nationaal Archief to Roberto Padoan for building the light-aging
chamber and preparing and carrying out the measurements in 2014 during his work as books and
paper conservator.
Conflicts of Interest: The authors declare no conflict of interest.

References
1.
2.
3.
4.
5.
6.
7.
8.
9.

10.
11.

12.
13.
14.

15.

Fischer, C.; Kakoulli, I. Multispectral and Hyperspectral Imaging Technologies in Conservation: Current Research and Potential
Applications. Stud. Conserv. 2006, 51 (Suppl. 1), 3–16. [CrossRef]
Liang, H. Advances in Multispectral and Hyperspectral Imaging for Archaeology and Art Conservation. Appl. Phys. 2011,
106, 309–323. [CrossRef]
Padoan, R. Experimental Assessment of Impact and Monitoring Sensitivity of Imaging Spectroscopy on Historical Documents
Used in Exhibitions. Master’s Disertation, Centre for Sustainable Heritage, University College London, London, UK, 2014.
ICON The Institute of Conservation. The Institute of Conservation’s Professional Standards; ICON, The Institute of Conservation:
London, UK, 2016; standard 1C.
ICOM International Council of Museums. Code of Ethics for Museums; ICOM International Council of Museums: Paris, France,
2018; article 4.1.
Balloffet, N.; Hille, J.; Reed, J.A. Preservation and Conservation for Libraries and Archives; American Library Association: Chicago, IL, USA,
2005; p. 2.
Millar, L.A. Archives: Principles and Practices; Facet Publishing: London, UK, 2017; p. 159.
British Standards BS 16893:2018 Conservation of Cultural Heritage, 2018. Available online: https://shop.bsigroup.com/
ProductDetail/?pid=000000000030324475 (accessed on 6 January 2021).
Valentini, G.; Comelli, D.; Toniolo, L.; Nevin, A. Advanced Imaging and Spectroscopy for the Conservation and Monitoring
of Cultural Heritage. In Renewable Energy and the Environment OSA Technical Digest (Online); Optical Society of America:
Washington, DC, USA, 2013; paper EM4A.1. [CrossRef]
Picollo, M.; Cucci, C.; Casini, A.; Stefani, L. Hyper-Spectral Imaging Technique in the Cultural Heritage Field: New Possible
Scenarios. Sensors 2020, 20, 2843. [CrossRef] [PubMed]
Hatzigiannakis, K.; Kristalia, M.; Philippidis, A.; Kokkinaki, O.; Kalokairinou, E.; Siozos, P.; Pouli, P.; Politaki, E.; Psaroudaki, A.;
Dokoumetzidis, A.; et al. Monitoring and Mapping of Deterioration Products on Cultural Heritage Monuments Using Imaging and
Laser Spectroscopy. In International Conference on Transdisciplinary Multispectral Modeling and Cooperation for the Preservation of Cultural
Heritage; Communications in Computer and Information Science; Springer: Cham, Switzerland, 2019; Volume 962. [CrossRef]
Saunders, D. Colour Change Measurement by Digital Image Processing. Natl. Gallery Bull. 1988, 12, 66–77.
Saunders, D.; Cupitt, J. Image processing at the National Gallery: The VASARI Project. Natl. Gallery Tech. Bull. 1993, 14, 72–85.
Christian, L.; Georges, A.; Pascal, C.; Christofides, C.; De Christophe, D.; Ruven, P.; David, S.F.S. Crisatel: High definition
spectral digital imaging of paintings with simulation of varnish removal. In ICOM-CC: 13th Triennial Meeting, Rio de Janeiro
22–27 September 2002: Preprints; James & James: London, UK, 2002; pp. 295–300.
European Commission. CORDIS Conservation Restoration Innovation Systems for Image Capture and Digital Archiving to
Enhance Training, Education and Lifelong Learning. Available online: https://cordis.europa.eu/project/id/IST-1999-20163
(accessed on 1 November 2020).

Heritage 2021, 4

16.
17.
18.
19.
20.
21.

22.

23.

24.
25.
26.
27.
28.
29.
30.

31.
32.

33.

34.

35.
36.

124

Liang, H.; Cupitt, S.; Cupitt, J. A New Multispectral Imaging System for Examining Paintings. J. Imaging Sci. Technol. 2005,
49, 551–562.
Ribes, A.; Brettel, H.; Schmitt, F.; Liang, H.; Cupitt, J.; Saunders, D. Calibration and Spectral Reconstruction for CRISATEL: An Art
Painting Multispectral Acquisition System. J. Imaging Sci. Technol. 2005, 49, 563–573.
Havermans, J.; Aziz, H.A.; Scholten, H. Non Destructive Detection of Iron Gall Inks by Means of Multispectral Imaging Part 1:
Development of the Detection System. Restaurator 2003, 24, 55–60. [CrossRef]
Havermans, J.; Aziz, H.A.; Scholten, H. Non Destructive Detection of Iron Gall Inks by Means of Multispectral Imaging Part 2:
Application on original objects affected with Iron-Gall Ink Corrosion. Restaurator 2003, 24, 88–94. [CrossRef]
Fiorentin, P.; Pedrotti, E.; Scroccaro, A. A Multispectral Imaging Device for Monitoring of Colour in Art Works. In Proceedings of
the IEEE Intrumentation and Measurement Technology Conference, Singapore, 5–7 May 2009; I2MTC. pp. 356–360.
Padoan, R.; Klein, M.E.; de Bruin, G.; Aalderink, B.J.; Steemers, T.A.G. Monitoring Ageing Processes of Archival Documents by
Means of Quantitative Hyperspectral Imageing: A Part of the Hyperspectral Project at the Nationaal Archief (National Archives
of the Netherlands). Book Paper Group Annu. (AIC) 2009, 28, 63–72.
France, F.G.; Christens-Barry, W.; Toth, M.B.; Toth, R.B.; Boydston, K. Advanced Image Analysis for the Preservation of Cultural
Heritage. In Computer Vision and Image Analysis of Art; International Society for Optics and Photonics: Washington, DC, USA,
2010; pp. OE1–OE12.
Manfredi, M.; Zerbinati, O.; Robotti, E.; Mazzucco, E.; Gosetti, F.; Bearman, G.; France, F.; Shor, P. Technique Based on LED
Multispectral Imaging and Multivariate Analysis for Monitoring the Conservation State of the Dead Sea Scrolls. Anal. Chem.
2011, 83, 6609–6618. [CrossRef]
Csefalvayova, L.; Strlic, M.; Karjalainen, H. Quantitative NIR Chemical Imaging in Heritage Science. Anal. Chem. 2011,
83, 5101–5106. [CrossRef] [PubMed]
Klein, M.E.; Aalderink, B.J.; Padoan, R.; De Bruin, G.; Steemers, T.A. Quantitative Hyperspectral Reflectance Imaging. Sensors
2008, 8, 5576–5618. [CrossRef] [PubMed]
British Standards. Textiles Tests for Colour Fastness: Quality Control of Blue Wool Reference Materials 1 to 7; BS EN ISO 105-B08:1999;
British Standards: London, UK, 1999.
British Standards. Conservation of Cultural Heritage: Guidelines and Procedures for Choosing Appropriate Lighting for Indoor Exhibitions;
PD CEN/TS 16163:2014; British Standards: London, UK, 2014.
Bacci, M.; Cucci, C.; Mencaglia, A.; Mignani, A.G.; Porcinai, S. Calibration and use of photosensitive materials for light monitoring
in museums: Blue Wool Standard 1 as a case study. Stud. Conserv. 2004, 49, 85–98. [CrossRef]
CIE International Commission on Illumination. Colorimetry—Part 6: CIEDE2000 Colour-Difference Formula; ISO 11664-6:2014;
CIE International Commission on Illumination: Vienna, Austria, 2014.
Pretzel, B. Now you see it, now you don’t: Lighting decisions for the Ardabil carpet based on the probability of visual perception
and rates of fading. In Proceedings of the 15th Triennial Conference on ICOM Committee for Conservation, New Delhi, India,
22–26 September 2008; Volume II.
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