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Abstract: The negative impact of air incidents and emergency situations results from the leakage
of liquids into the soil and water and the leakage of flue gases and combustion products of aircraft
structural materials into the air during fires. This article deals with air pollution caused by the
combustion of composite materials commonly used in general aviation. Samples of composite
materials of aircraft registered in the Czech Republic were selected. These samples of composite
materials were tested for flammability, according to ISO 5660-1:2002 Reaction to fire tests—Heat
Release, smoke production and mass loss rate (ISO—International Organization for Standardization).
Total smoke release and total oxygen consumed were assessed in this study, both of which have a
significant impact on air quality in the case of an air incident. Based on the results of the research,
differences resulting from the diversity of the structures of the tested composite materials were found.
The most hazardous composite material was evaluated from the point of view of its impact on air
quality during combustion.
Keywords: ecology; composite materials; air pollution; flammability; aircraft construction material;
air incidents and emergency situations; safety

1. Introduction
Air transport is one of the fastest-growing sectors, mainly because of the fluctuation that results
from economic development and employment growth. Nowadays, people travel enormous distances
in a short time, further promoting international travel and hence the demand for air travel. According to
statistics, the number of flights increased by 80% between 1990 and 2014, and by 2035, it is estimated to
increase by a further 45% [1]. Aviation, like every mode of transport, is responsible for a significant
negative impact on the environment. Risks that accompany this mode of transport are, in particular, air
pollution, excessive aircraft noise at and around airports, soil and water pollution, waste production
with a high proportion of hazardous waste, and more [2]. In recent years, the environmental impact
of aviation has increased as a result of the growth in air traffic. However, aviation companies are
struggling with the negative environmental impacts of this industry, the technological innovations
introduced, the renewal of the aircraft fleet, the increasing efficiency of Air Traffic Management and
the economic downturn in 2008—emissions and noise from air traffic in 2014 were at the same levels as
in 2005 [1].
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However, air transport is not the only mode that adversely affects the environment, and many
studies address the issue of reducing the negative impact of particular modes of transport. The study of
Coffin, A.W. [3] deals with the destruction of ecosystems during the construction of roads and transport
infrastructure, which affects the dynamics of ecosystem functioning and has direct effects on ecosystem
components, including their species composition. The research of Macias, A. and Gadziński, J. [4]
assesses the quality of the natural environment and the negative impact of road transport and identifies
the conflict between the communication routes and the natural environment in the Poznań conurbation.
The author used the model LATINO modified and adapted to local Polish conditions.
The greening of road and rail container transport is part of the study by Sun, Y. et al. [5],
in which the authors explore the problem of routing containers at the operational level in a network of
multimodal road and rail services. In order to reduce the negative impact of multimodal transport on
the environment, the authors examined two kinds of optimization: the emission charging method and
bi-objective optimization to optimize the CO2 emissions in the routing. Based on the results of the
research, the bi-objective optimization method appears to be more effective for reducing CO2 in the
present case. The issue of raising environmental standards is part of the research of Demir, E. et al. [6],
in which the authors focus on intermodal transport. According to the authors, intermodal transport
networks offer flexible, robust and environmentally sound alternatives to the transport of large volumes
of goods over long distances. In this paper, the authors address the Green Intermodal Service Network
Design Problem with Travel Time Uncertainty (GISND-TTU). Their stochastic approach allows the
creation of robust transport plans according to different targets, which can be used in real conditions.
As already mentioned, air transport is a major contributor to the negative environmental
impact but is not the only one. Global environmental change is a general problem. The author
Forsyth, P. [7] combines the achievement of environmental sustainability in air transport with the
financial sustainability of air transport. According to the author, it is possible to achieve the
environmental and financial sustainability of aviation if effective policies are adopted, but this
will have an impact on the use of non-renewable resources.
Authors Polishchuk, V. et al. [8] have developed a fuzzy model to assess the environmental risk of
launching projects in the air transport sector at the expansion stage. The model should provide a tool
to support decision making in the allocation of investment funds and the financing of environmental
start-up projects.
Ecology is currently a sharply monitored trend in various areas of economy and transport.
Air transport has many advantages (such as the speed of transport and safety) over other modes
of transport. The environmental impact of aviation is not negligible, despite the fact that many
important aviation organizations are constantly assessing the level of this impact and are taking
appropriate action accordingly. Air transport, among other things, has an impact on air quality,
especially in areas where airports are situated because most emissions from combustion engines are
produced during the take-off and landing phases. Aircraft manufacturers are developing new types of
drives and incorporating new types of materials into aircraft production to reduce the environmental
impact of aviation. Despite the adoption of measures to improve aviation safety, air accidents are
constantly occurring, which also has a negative impact on the environment. Take-off and landing are
the most critical phases of flight in terms of safety and environmental impact [9]. The issue of the
environmental impact of aviation is the focus of many studies. Air is most affected by the combustion
of hydrocarbon fuels in vehicle combustion engines, where the formation of toxic and carcinogenic
substances is involved as well as substances involved in the global warming of the Earth’s atmosphere
(CO2 , N2 O, CH4 ). As the volume of air traffic continues to increase, addressing its environmental
impact is more important [10]. Studies dealing with the impact of air traffic on air quality include,
for example, Zhu et al. [11], which deals with air pollution during the take-off and landing phases
when most emissions from exhaust gases are produced. The authors address the optimization of fuel
loss and the reduction of the greenhouse effect by reducing additional aircraft load, using inventive
air transfer control methods, and identifying the best performing aviation systems for all conditions.
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The study’s conclusions offer answers to the question of the relationship between aircraft descent
and fuel consumption by searching for fuel-efficient descent, designing a new descent algorithm, and
providing a more efficient aircraft descent design for pilots in addition to the Aircraft Crew Operations
Manual (FCOM). Cao et al. [12] discussed a bottom-up CO2 emission analysis for the period 2006–2016
and an analysis of the CO2 emission impact factors of the Pearl River by the Logarithmic Mean Divisa
Index (LMDI) decomposition method. The top-down analysis has been addressed by Liu et al. [13],
which offer comprehensive aviation emissions in China for the period 1980–2015. Research results
show that emissions in central and eastern China are much higher than in northeastern and western
China. Based on the results, the authors offer a prediction by 2050, where they predict emission
reductions using new technologies, but this will be offset by increased traffic volumes. In a study by
Matveev et al. [14], the authors presented an algorithm for simulating CO and CO2 emissions in a
model combustion chamber under various initial conditions. The results were compared with the
results of proven experimental data, thereby verifying the impact of gas turbine engines (GTEs) on
the air.
However, air transport does not only affect the environment directly by carrying out the service
of transportation itself but also indirectly, for example, by air, soil, and water pollution in the case of
incidents and emergency situations. Despite the fact that aviation safety is one of its fundamental
priorities, air incidents are an integral part, as is the case with other transport sectors [15]. Aviation
safety is dealt with by annual safety reports from international aviation organizations such as
ICAO (International Civil Aviation Organization), IATA (International Air Transport Association), FAA
(Federal Aviation Administration), and many others. Despite the increasing efforts of these components,
incidents and emergency situations are occurring, and their environmental impact is not negligible.
An analysis of airline incidents is discussed in the study of Li [16], where the author studied the trend
of the variability of long-term historic accident data and their victims by means of a time series analysis,
a Mann–Kendall trend analysis and by predicting possible changes in future air accidents and provided
research on aviation safety and security. Air transport and, therefore, aviation technology is constantly
evolving, and new materials are available that are well suited to aviation applications for a variety
of reasons. Such materials are also composite materials that have become an integral part of aircraft
designs. Despite the operational advantages of these materials, the composite materials in the aircraft
structure also have disadvantages which result from the fact that the weakening of the inner structure of
this structural material cannot be easily determined with the composite sandwich structure. Individual
technological aspects of composite materials used in aerospace design and structure are reported by
Dutton et al. [17]. The authors discuss important technological differences in composites and metals,
addressing the differences in the effects on manufacturing processes, construction procedures and
material performance during operation, in particular, the causes and nature of damage that may be
caused during operation. In the context of airline incidents and used aircraft construction materials,
heat performance in aircraft fire during an aircraft incident is an important issue.
As we deal with the flammability of composite materials in the presented research, we investigated
the research in this field to examine the flammability tests of composites. Fires involving composite
materials can release toxic fumes and microparticles into the air, causing health risks. The thermal
properties of laminate composites are discussed in the research of Dodds et al. [18]. The authors
investigated the thermal response of fiberglass-reinforced composite laminates, where composites
have been shown to have excellent fire resistance.
Unlike the above, Lyon et al. [19] dealt with the fire resistance of carbon fiber composites
made of potassium aluminosilicate (Geopolymer). The results were compared with organic matrix
composites used for transport, military, and infrastructure applications. According to research results,
carbon fiber materials with a geopolymer matrix retained 67% of their original flexural strength.
Other investigations that address the flammability of composite materials include Mouritz and
Gibson [20], which deals with the fire performance of polymer composite materials, Brown et al. [21]
on the evaluation of the flammability of composite materials by cone calorimeters, Kozlowski and

Int. J. Environ. Res. Public Health 2019, 16, 4008

4 of 14

Wladyka-Przybylak [22] on the flammability and fire resistance of natural fiber-reinforced composites,
and an overview of the flammability of natural composites and strategies for flame retardation by
Chapple and Anandjiwala [23].
The answer to the question of the thermal properties of composite materials and the improvement
of their fire properties is given, for example, by Zhou et al. [24], in which the authors discuss the
development of a novel structure of Bismaleimide/diallyl bisphenol A (BD) commonly used in aviation.
The new proposed and synthesized hierarchical structure of MoS2 and TiO2 improves the mechanical
and fire safety of BD. Their results provide a new strategy for designing a modern BD composite material.
Another study on the development of a composite material with better fire properties is presented by
George et al. [25], in which the authors address a new nanocomposite for space applications.
Numerous studies have been conducted on the flammability of composite materials, but none of
these studies deals with the environmental impact of composite materials in the event of a material
fire in an air incident/accident. In order to obtain the information in question, this study focused on
composite materials commonly encountered in structures of general aviation aircraft registered in the
Czech Republic.
The motivation for dealing with the negative impact of air accidents on the environment results
primarily from the lack of information on the issue at home and abroad. Aviation emergencies are
part of air travel and, although globally their rates have declined in terms of flight numbers since 2014
(3.0 in 2014; 2.6 in 2018), the number of incidents and accidents has not declined significantly over the
years [26]. Assuming the expected increase in air traffic in the future, the rate of accidents is likely
to decrease in relation to their numbers, but we cannot assume that the number of such accidents
will have a decreasing tendency. International organizations, however, pursue agendas solely on
aviation incidents in the category of planned commercial flights of airliners whose take-off and landing
mass ranges from 5700 kg maximum take-off mass (MTOM). Based on the statistical investigation
carried out in the Czech Republic in the period 2006–2017, we found that air accidents and incidents
of aircraft up to 2000 kg MTOM significantly exceed the accidents of transport aircraft in the given
territory. As a result of this statistical investigation carried out in the framework of the previous
authors’ research, it was evaluated that, between 2006 and 2017, there were 233 aircraft incidents of
aircraft up to 2000 kg MTOM registered in the Czech Republic that in some way (leaking fuel, fire, etc.)
disturbed the ecological biosphere at the event location. In 2017, there were 23 aviation incidents, and
it should be noted that aviation incidents in that category of aircraft do not have a downward trend.
The category of aircraft up to 2000 kg MTOM is given relatively little attention, although this category
of aircraft records statistics of more aviation incidents (based on findings in the Czech Republic).
The present article provides information on research dealing with the greening of aviation.
The main idea of this article is to discuss the environmental impact of accidents involving aircraft
up to 2000 kg MTOM and in this study, we mainly focus on air pollution resulting from the burning
of composite materials that are part of the construction of the aircraft category in question. After
identifying research on the solved issue, attention is paid to the identification and description of the
composition of materials that have been tested by the cone calorimeter method and that occur in
aircraft structures of the aircraft category in question. The next section describes the method used.
As part of the results, the dominant material for each aircraft type of the aircraft category in question is
evaluated. The results of the flammability test by the cone calorimeter method provide information on
the values of the monitored parameters, and conclusions are drawn on this basis.
2. Materials and Methods
In connection with the solution of the project “Simulation of Intervention in Air Accidents”,
an analysis of structural and interior materials of aircraft up to 2000 kg MTOM (maximum take-off
mass) registered in the Czech Republic was performed. These materials were obtained from aircraft
manufacturers or other sources, and samples were tested for flammability. Out of all the collected
construction materials, which were tested in two sets, 7 samples of structural composite materials of
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For the purpose of researching the negative environmental impact of aircraft accidents up to
2000 kg MTOM, we focused on the evaluation of the composite material samples shown in Figure 1
and Table 1, in terms of the total smoke release (TSR) (m2/m2) and the total oxygen consumed (TOC)
(g). Selected parameters, among all measured parameters, best describe the impact of a given material
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For the purpose of researching the negative environmental impact of aircraft accidents up to
2000 kg MTOM, we focused on the evaluation of the composite material samples shown in Figure 1
and Table 1, in terms of the total smoke release (TSR) (m2 /m2 ) and the total oxygen consumed (TOC) (g).
Selected parameters, among all measured parameters, best describe the impact of a given material
on air quality when burning. Based on the given parameters, which of the investigated composite
materials in the combustion pollutes the air to the greatest extent was determined.
Table 1. List of samples.
Sample
(Without Core)

Composition

1

1× Fiberglass 92 110 (163 g/m2 ) +
2× Fiberglass 92 125 (285 g/m2 ),
LG 385 epoxy resin binder +
hardener HG 386, tempered.

Sample
(With Core)

Composition

2

1× Fiberglass 92 110 (163 g/m2 ) +
1× Fiberglass 92 125 (285 g/m2 ) +
8mm Foam Core + 1× Fiberglass 92
125 (285 g/m2 ), LG 385 epoxy resin
binder + hardener HG 386, tempered.

3

1× Carbon Fiber 43 198 (198 g/m2 )
with Glass Fiber surface (25 g/m2 ) +
8 mm Foam Core + 1× Carbon Fiber
43 198 (198 g/m2 ), LG 385 epoxy resin
binder + hardener HG 386, tempered.

5

1× Fiberglass 92 110 (163 g/m2 ) +
1× Carbon Fiber (90 g/m2 ) + 8 mm
Foam Core + 1× Carbon Fiber
(90 g/m2 ), LG 385 Epoxy Resin Binder
+ Hardener HG 386, tempered.

7

2× Hybrid Fabric CA 175
(Kevlar/carbon, 175 g/m2 ) +
1× Carbon Fiber (200 g/m2 ) + 4 mm
Plywood Core + 1× Hybrid Fabric CA
175 (Kevlar/carbon, 175 g /m2 ) binder
LG 385 epoxy resin binder + hardener
HG 386, tempered.

g/m2 ),

4

3× Carbon Fiber (200
LG 385 epoxy resin binder +
hardener HG 386, tempered.

6

3× Hybrid Fabric CA 175
(Kevlar/carbon, 175 g/m2 ),
LG 385 epoxy resin binder +
hardener HG 386, tempered.

As already mentioned, this study focused on aircraft up to 2000 kg MTOM registered in the
Czech Republic, namely: European Light Aircraft 1 (ELA1), European Light Aircraft 2 (ELA2),
Light-Sport Aircraft (LSA), helicopters, gliders, motor gliders and ultra-light aircraft (ULL). Gliders
were excluded from the group because of the minimal risk of fire during an emergency. A total of
103 aircraft types were investigated, including the main structural material of the aircraft. Based on the
above, the percent of the aircraft surveyed using composite materials as the main construction material
was evaluated.
3. Results
In the first phase of the research, data were collected on aircraft construction materials up to 2000 kg
MTOM registered in the Czech Republic. Based on this, 103 different types of aircraft, helicopters,
motor gliders, and ultra-light aircraft were analyzed. Of the analyzed types, the most typical types
were ultra-light aircraft and light aircraft.
Figure 2 shows the evaluation of the main construction material for the types under investigation
by the register. The figure describes the representation of all major materials occurring in a particular
type. If the airplane consisted of several major structural materials, all these materials were included
in the list.
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In the flammability tests, one of the monitored and evaluated parameters was the amount of
exposed to a particular material on fire. The parameter was evaluated for both sides of the heat (fire)
smoke released (m2/m2). Based on this parameter, we can see how much the air is contaminated when
radiation, while different values can be seen (Figures 3 and 4). Figures 3 and 4 describe the evolution
exposed to a particular material on fire. The parameter was evaluated for both sides of the heat (fire)
of the amount of smoke released over time for individual materials and sides.
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in Figure 8 that the riskiest sample is from the viewpoint of oxygen consumption—sample number
3, which consumed the largest volume of oxygen from the tested samples during testing.
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Based on this, this study investigated the characteristics of composite materials in the
combustion process and selected parameters to describe their environmental impact under fire
conditions. Based on the research on the flammability and monitoring of selected parameters, we
determined which components of the composite material in the burning process have the most
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Based on this, this study investigated the characteristics of composite materials in the combustion
process and selected parameters to describe their environmental impact under fire conditions. Based on
the research on the flammability and monitoring of selected parameters, we determined which
components of the composite material in the burning process have the most negative impact on the
environment. Within the monitored parameters, we focused on those that influence air pollution
during combustion by releasing smoke and oxygen consumption. From the samples examined, sample
number 3 was shown to be the riskiest material by observing both parameters. Sample 3 consists of
1× Carbon Fiber 43198 (198 g/m2 ) with Glass Fiber Surface (25 g/m2 ) + 8 mm Foam Core + 1× Carbon
Fiber 43198 (198 g/m2 ), LG 385 epoxy resin binder + hardener HG 386, tempered. It is a composite
material of a sandwich structure with a foam core.
4. Discussion
The fire resistance of materials is among the essential parameters that determine the inclusion
of selected material in aircraft construction. Data on fire resistance of a particular material describes
its properties under conditions of exposure to heat radiation or excessively high temperatures.
Fire resistance is an important element that has a major impact on safety not only in a fire incident but
in any event that causes a situation in which it is over-heated.
Currently, the most frequently used materials in aviation technology are composite materials
of different composition (structure) with core and without core, depending on the place of their use.
Many publications and research describe the basic properties of these materials. The question is,
how the burning process of composite materials affects the environment, as most research has focused
on improving the properties and resistance of composite materials under fire conditions. Smoke is
produced while the material is burning and oxygen is lost at the place of fire, which has a major impact
on air quality. The present research deals with the impact of commonly used composite materials on
the environment, especially air quality during combustion. In the research, sample number 3 was
defined as the most hazardous material, connecting Carbon Fiber with Glass Fiber Surface to a foam
core. From the point of view of oxygen depletion at the place of combustion and smoke production,
the sample showed the least favorable values. When comparing composite materials with and without
core, logically, materials without a core exhibited better properties when evaluating both parameters.
The values of composite materials with the core depend mainly on the type of core chosen.
It would be appropriate to build on this by expanding the research to determine what percentage
of composite materials are in specific types of aircraft. In the analysis of the material composition of the
designs of the aircraft types examined, this figure was not available for any aircraft. The final impact of
a fire incident, in terms of air pollution, is based on the percentage of specific materials in the aircraft
structure. However, since the main structural material of the aircraft was investigated, it is evident
that the material in question has a major presence in the design of a particular aircraft. This research
has shown that the composition of the composite material shown in Sample No. 3 is at the highest risk
of impact on air quality and therefore the proportion of this material in the airplane structure should
be reduced to the minimum possible level, possibly replaced by other less harmful material. Part of
the supplementary research was also the analysis of air accidents, through which it was proven that in
air accidents of aircraft up to 2000 kg MTOM in the Czech Republic, fires occur in only 12% of cases.
However, on the basis of the above-mentioned facts, it is not possible to determine the future trend
of fire incidents in aviation incidents, and that is why it is necessary to ensure the inclusion of more
environmentally-friendly types of materials.
5. Conclusions
Safety and security are some of the most important aspects that concern transport [33,34].
Nowadays, with the increasing awareness of the negative impacts of the population on the environment,
which is associated with global warming, ecology also comes to the fore. Many corporations place high
demands on greening production, and in the transport environment, environmentally-friendly means
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or types of drives are being developed. One of the major negative environmental influences is air
transport, the volume of which is constantly increasing. The enormous increase in traffic needs to be
offset by the decreasing environmental impact of the used resources. That is why strict environmental
standards are included in air transport. According to these facts, aviation manufacturers are looking
for new technologies, materials, and drives that both reduce the negative environmental impact of
aviation but are economically and operationally beneficial. From an economic and operational point
of view, the best materials are composite materials that are characterized by low weight and good
mechanical properties. Composite materials are currently one of the most widely used materials in
the aerospace industry [35]. That is the reason that many studies deal with their inclusion in aircraft
structures and their basic mechanical and thermal properties.
The present study analyzed the environmental impact of the combustion of selected composite
materials. Seven samples of composite materials commonly used in aircraft designs up to 2000 kg
MTOM were selected and tested on the basis of ISO 5660 using a cone calorimeter. Samples were
selected based on the analysis of major aircraft construction materials up to 2000 kg MTOM registered
in the Czech Republic. From the point of view of the influence of the given materials on the air quality
at the place of burning of the given materials, two parameters were monitored and evaluated, namely
the amount of smoke released (TSR) and the amount of oxygen consumed (TOC). On the basis of the
flammability tests, it was found that sample no. 3, the composition of which combines carbon and
fiberglass composite with a foam core, was least favorable for both parameters. The aim of the research
was to determine the negative impact of selected types of composite materials on the air in the event of
fire incidents.
On the basis of the results, it should be noted that it would be appropriate to maintain a database
of accidents and incidents of general aviation aircraft that are more likely to occur in the future
and analyze their impact on the environment as carried out in the case of commercial aircraft. It is
evident that the extraordinary events and incidents of these aircraft have a negative impact not only
on the air, but significantly damage the environment at the place of the event. Based on the research,
the increasing use of composite materials has been outlined. As stated, flammability tests of composite
materials used in aircraft structures (or other types of materials) are currently not being carried out, in
particular with an assessment of their negative environmental impact during combustion. Based on the
introduction of such material testing, those with the lowest environmental impact would be assessed
as being dominant for aircraft structures. As part of further research, it is necessary to focus on
the percentage evaluation of the use of specific composite materials in the structures of aircraft in
service and, on this basis, to evaluate their negative impact on the air during combustion in the case
of an aircraft incident/accident. Based on this, it is possible to design the composition of the aircraft
composite structure so as to combine the positive ecological parameter of the composite materials.
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