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Abstract: (1) Background: Environmental contamination with antibiotics is particularly serious
because the usual methods used in wastewater treatment plants turn out to be insufficient or
ineffective. An interesting idea is to support natural biodegradation processes with physicochemical
methods as well as with bioaugmentation with efficient microbial degraders. Hence, the aim of our
study is evaluation of the effectiveness of different methods of nitrofurazone (NFZ) degradation:
photolysis and photodegradation in the presence of two photocatalysts, the commercial TiO2 -P25
and a self-obtained Fe3 O4 @SiO2 /TiO2 magnetic photocatalyst. (2) Methods: The chemical nature
of the photocatalysis products was investigated using a spectrometric method, and then, they were
subjected to biodegradation using the strain Achromobacter xylosoxidans NFZ2. Additionally, the effects
of the photodegradation products on bacterial cell surface properties and membranes were studied.
(3) Results: Photocatalysis with TiO2 -P25 allowed reduction of NFZ by over 90%, demonstrating that
this method is twice as effective as photolysis alone. Moreover, the bacterial strain used proved to be
effective in the removal of NFZ, as well as its intermediates. (4) Conclusions: The results indicated
that photocatalysis alone or coupled with biodegradation with the strain A. xylosoxidans NFZ2 leads
to efficient degradation and almost complete mineralization of NFZ.
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1. Introduction

with regard to jurisdictional claims in

Increasing production and consumption of medicines has led to increased environmental pollution with pharmaceuticals [1]. Of particular concern is the uncontrolled use of
over-the-counter (OTC) drugs. Not only the scale of their use but also their disposal pose a
significant threat [2,3]. These drugs get into the environment from municipal sewage or are
washed away by rainwater and groundwater from landfills [4–6]. An additional source of
environmental pollution with pharmaceuticals is industrial animal farms, where antibiotics
are an important feed additive [7,8]. This group of compounds includes nitrofuran derivatives, like nitrofurazone [9]. Nitrofurazone belongs to the compounds showing bactericidal
activity against both Gram-negative and Gram-positive bacterial cells. Nitrofurazone (NFZ)
is used to treat infections in humans as well as domestic and farm animals. It is primarily
used in preparations applied externally on the skin [10]. Due to the relatively high toxicity
and possible carcinogenicity, this compound has been excluded from use in the United
States and European Union (EU) countries. However, even in those countries, its illegal
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use is still noted [11]. Importantly, the prohibition on nitrofurazone in EU countries only
applies to its use in animal breeding [12].
So far, studies focused on nitrofurazone degradation and its removal from the environment are severely limited. They mostly come from experiments carried out by the
groups of Hou et al. [13,14], Kong et al. [15,16], as well as De Luca et al. [17]. Hou et al.
examined the degradation of NFZ using the bio-photoelectrochemical system, which was
a combination of photocatalysis with the microbial electrochemical process. Apart from
enhanced NFZ degradation [13], they achieved spontaneous electricity generation [14].
Their experiment reached an NFZ removal of 80–90% in 12 h, depending on the initial
concentration used [13]. Kong et al. [16] focused on bio-electrodegradation. In a 6-hour
experiment, they obtained almost complete degradation of NFZ starting from the initial
concentration of 50 mg L−1 . Moreover, they observed significant changes in the microbial
community of biofilm after electrical stimulation. The results of the experiments in question
have undoubtedly demonstrated the particular usefulness of the combination of biological
(e.g., bio-electrodegradation) and physicochemical processes (like photocatalysis) in the
removal of antibiotics like NFZ.
It should also be noted that standard methods of wastewater treatment are mostly ineffective toward pharmaceuticals [18,19]. Moreover, the presence of medicines can disturb
the functioning of activated sludge and be toxic to the microorganisms present in it. In light
of the above, one of the most important issues related to the removal of pharmaceuticals
is the development of new and effective strategies for their degradation, including that
of nitrofurazone. Recently, photolytic and photocatalytic degradation methods are recognized as more efficient in the removal of pharmaceuticals from wastewater [20]. In the
photocatalytic process, free-radical species are produced in situ, e.g., hydroxyl radical (HO),
superoxide anion radical (O2 ¯), hydroperoxyl radical (HO2 ), alkoxyl radical (RO), or single
oxygen (1 O2 ), which can initiate the degradation of active pharmaceutical ingredients
(APIs) to less toxic molecules more susceptible to biological degradation [21]. Titanium
(IV) oxide is the most commonly used photocatalyst for environmental applications. However, in a technological process, there are challenges with photocatalytic efficiency and
reusability, owing to its nanometric particle size [22]. In this study, TiO2 nanoparticles were
immobilized on magnetite (Fe3 O4 ) to improve photocatalyst separation. The developed
surface area of the TiO2 –SiO2 photocatalyst layer improved the direct contact between reactive oxygen species and organic molecules in-situ-generated on the photocatalyst surface.
The combined photocatalytic and biological treatment enabled the degradation of emerging
contaminants not susceptible to only biodegradation, whose photocatalytic mineralization
at the same time would be not economically reasonable.
Given the low efficiency of biodegradation, our objective was to assess the possibilities
of supporting biodegradation with photocatalytic processes in NFZ removal. A significant
novelty of our research was the development of the photocatalytic–biological coupled
system for NFZ degradation. In this study, for the first time, a promising approach to
removing NFZ and nitrofuran derivatives was reported.
2. Results
2.1. Nitrofurazone Photodegradation
The first stage of the study focused on the photodegradation of NFZ. The experiments
allowed us to analyze both changes in the concentration of NFZ and the mineralization
efficiency measure as total organic carbon (TOC) removal. The photolysis led to a 50%
reduction in the NFZ concentration in the samples after 60 min of the process (Figure 1a).
However, a very low decrease in the TOC concentration was observed (down to 4.2 mg L−1 ),
suggesting transformation but not mineralization of the contaminants.
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Figure 3. Biological degradation of nitrofurazone (NFZ) and photodegradation products: (a) NFZ concentration and (b) total
organic carbon (TOC) concentration (photo, photodegradation without a catalyst; TiO2 -P25, photocatalytic degradation
with P25; Fe3 O4 -TiO2 , photocatalytic degradation with Fe3 O4 @SiO2 /TiO2 ); the values, which are not statistically different
in data series, are marked with the same lowercase letters (“a”, “b”, etc.).
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To conclude, the products obtained as a result of longer photo(cata)lytic degradation
ones (94% for Fe3O4@SiO2/TiO2 and 125% for TiO2-P25).
(60 min) showed reduced toxicity toward the applied bacterial strain than the ones obtained
from the 30 min reactions in all setups tested (photolysis as well as photocatalysis with
catalysts Fe3 O4 @SiO2 /TiO2 and TiO2 -P25). Nevertheless, the catalyst TiO2 -P25 allowed the
decomposition of NFZ to less toxic products than the photocatalyst Fe3 O4 @SiO2 /TiO2 did.
Both the toxicity of the compound and the effectiveness of its biodegradation are
strongly dependent on its bioavailability to the cells of microorganisms. Analyzing the
changes in A. xylosoxidans NFZ2 cell surface properties listed in Table 1, it can be concluded
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that the photodegradation products modify the cell membrane permeability more strongly
than nitrofurazone alone.
Table 1. Cell properties after exposure to sodium succinate, nitrofurazone, and its degradation
products (photo, photodegradation without a catalyst; TiO2 -P25, photocatalytic degradation with
P25; Fe3 O4 -TiO2 , photocatalytic degradation with Fe3 O4 @SiO2 /TiO2 ); the values, which are not
statistically different in data series, are marked with the same lowercase letters (“a”, “b”, etc.).
Treatment

Total Membrane Permeability
(%)

Congo Red Adsorption
(%)

Sodium succinate
Nitrofurazone
Photo, 30 min
Photo, 60 min
Fe3 O4 -TiO2 , 30 min
Fe3 O4 -TiO2 , 60 min
TiO2 -P25, 30 min
TiO2 -P25, 60 min

21 ± 1 (a)
19 ± 1 (ac)
15 ± 5 (ab)
10 ± 1 (b)
18 ± 1 (c)
4 ± 1 (d)
5 ± 4 (de)
2 ± 1 (e)

19 ± 6 (a)
17 ± 2 (a)
9 ± 1 (b)
12 ± 1 (c)
11 ± 1 (c)
12 ± 1 (c)
10 ± 2 (c)
14 ± 1 (d)

As a result of contact with the mixture of compounds left after photocatalytic degradation, the cell membrane became practically impermeable, which may indicate a defensive
reaction of the cells against the toxic effects of these compounds. Much less significant
changes occurred after contact with the solution left after photolysis without the participation of a photocatalyst. Trends in the changes in cell adsorption properties were similar
to those in the cell membrane permeability, although not as significant. Compared to the
control sample or cells exposed to NFZ, for which the Congo red adsorption was 19 ± 6%
and 17 ± 2%, respectively, in samples with solutions left after photocatalytic degradation,
the values of the indicator of adsorption oscillated around 10%.
3. Discussion
Photo(cata)lytic degradation methods attract the attention of scientists due to their
great potential for application in many fields, such as coating technology, air pollution
treatment, and environmental pollution removal [23]. Nonetheless, the generated toxic
by-products are a significant drawback that must be overcome [24]. The hybridization
of photocatalysis and biological degradation might be a long-searched solution, and that
concept was investigated in our study. Attempts were made not only to get a better
understanding of the degradation potential of photolytic and photocatalytic solutions but
also to evaluate the toxicity of the reaction products to bacterial cells and their impact on
their properties.
One of the very few and isolated studies on nitrofuran derivatives photolysis is that
described by De Luca et al. [17]. The authors observed that the total decay of NFZ under
UV radiation needed ca. 60 min for an initial concentration of 20 mg L−1 and over 180 min
when the initial concentration was 100 mg L−1 . However, to obtain such efficiency, a UV
source of relatively high power (250 W) was applied. Szabó-Bárdos et al. [25] focused on
nitrofurantoin photodegradation, and starting with a concentration of 10 mg L−1 , they
obtained nearly 100% degradation after 80 min. Nevertheless, in both mentioned papers, no
information was given on total mineralization; thus only an estimation of the degradation
effectiveness could have been made. As observed in the case of photolysis alone (Figure 1a),
the disappearance of the initial compound is not tantamount to the simultaneous removal
of the TOC.
The presented infrared spectra highlight changes in signals at 1630 cm−1 (increase)
and 2900 cm−1 (decrease). The increase in this signal intensity and a decrease in the
intensity of the signal from carbonyl in the amide group corroborate the considerations
of De Luca et al. [17] on NFZ photodegradation products. At first, the double bond
configuration in the NFZ molecule changes (photoisomerization occurs), and these changes
are followed by the shortening of the molecule’s chain at the furan ring. Assuming
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that the breakdown will be analogous to that of nitrofurantoin (described by [25]), the
resulting compounds contain more hydroxyl groups than NFZ and practically no amino
groups. Moreover, the furan ring is relatively stable and degrades at further stages of
the process. On the other hand, Kong et al. [15], studying the cathodic degradation
of NFZ, revealed the main intermediates as, among others, [(5-hydroxyamino-2-furyl)methyl]-hydrazinecarboxamide, [(5-amino-2-furyl)-methylene]hydrazine-carboxamide,
and 5-hydroxy-cadaverine and 5-aminopentanamide, i.e., compounds containing amino
groups.
It is worth mentioning that so far, only a few studies have been undertaken on the
biodegradation of NFZ by bacterial strains. Hence, our study can be considered one of
the pioneering ones in this area. It should be noted, however, that Kong et al. [16] used
bio-electrodegradation to remove NFZ. The authors used bacteria capable of nitroaromatic
reduction and electron transfer (e.g., Klebsiella, Enterococcus, Citrobacter, and Desulfovibrio).
However, the removal of nearly 95% of the initial amount of the pharmaceutical took over
3 h. Hou et al. [13] applied a bio-photoelectrochemical system for NFZ degradation with
the bacteria community coming from the domestic wastewater system. Ne, the obtained
results showed that the tested system reached an 80% efficiency in 24 h. It should be
compared with the results of photocatalysis, which allows only 20% removal of NFZ. More
efficient was the second solution described also by Hou et al. [14], who obtained nearly 90%
degradation of NFZ in 12 h in an analogous system. However, it should be emphasized
that both methods described by Hou et al. [13,14] are relatively complex, and thus, they
could be hard to implement in a wastewater treatment plant. The photocatalysis followed
by biological degradation proposed in this study would be much easier to control.
In our study, the differences observed in bacterial metabolic activity between samples
and the results of biological degradation and the total organic carbon measurements are
coherent. The bacteria from the systems that showed the highest degradation efficiency
also exhibited the highest metabolic activity. Bergheim et al. [26] studied, among others, the
toxicity of some antibiotics on the cells of P. putida. Their results showed that UV treatment
reduced the antimicrobial activity of the antibiotics tested and increased the viability of the
bacteria. Similar observations were made in our study. Moreover, our previous research
showed that the presence of another 5-nitrofuran derivative, nitrofurantoin, contributed to a
decrease in the cell metabolic activity of newly isolated environmental bacterial strains [27].
The issues of bioavailability and changes in cell surface properties induced by contact
with nitrofuran-derived antibiotics have not yet been analyzed in detail. We noticed
in our previous research that contact with nitrofurantoin led to a decrease in Congo
red adsorption on Sphingomonas paucimobilis and Rhizobium radiobacter [27]. However, in
the case of Sphingobacterium thalpophilum cells, an increase in the tested parameter was
noticed. It should be noted that the cells of all the above-mentioned strains showed lower
membrane permeability in the presence of nitrofurantoin than in cultures without this
active pharmaceutical ingredient. It is worth mentioning that an antibiotic from another
group, polymyxin B, caused an increase in the cell membrane permeability of E. coli and
S. aureus. Hence, the response of the cell membrane depends on the bacterial strain as well
as on the specific antibiotic. Nevertheless, all collected and discussed results show that the
bioavailability of pharmaceuticals is one of the crucial factors directly related to the toxicity
of biodegraded compounds.
4. Materials and Methods
4.1. Chemicals and Materials
All chemicals used in the experiments, including nitrofurazone, were purchased from
Sigma-Aldrich (Poznan, Poland) and were of the highest analytical purity grade. To prepare
all media and aqueous solutions, ultra-purified Milli-Q water (Arium® Pro, Sartorius,
Kostrzyn Wlkp., Poland) was used. All the solutions and glassware were sterilized prior to
use in the experiments. To prevent contamination, a laminar flow cabinet was used when
handling biological samples.
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4.2. Bacterial Strain
The used bacterial strain, which was proved capable of degrading NFZ, was isolated
from samples collected aseptically from a wastewater treatment plant in Poznań, Poland,
analogically as described by Pacholak et al. [27]. Genetic identification based on comparing
the 16S RNA sequences allowed the determination of its taxonomic affiliation. The strain
was submitted to GenBank of the NCBI database as Achromobacter xylosoxidans strain NFZ2
(accession No. MK493330.1). The bacterial strain was stored on nutrient agar plates at 4 ◦ C
and transferred to fresh plates every 21 days.
4.3. Photocatalytic Degradation
The possibility of nitrofurazone photodegradation was determined in a 1 L batch reactor with a centrally located 24 W UV-A lamp (OSRAM DULUX L BLUE UVA) upon magnetic stirring. Two photocatalysts were used: the first one was the commercially available
TiO2 -P25 (AEROXIDE, Evonik, Essen, Germany), and the second one, Fe3 O4 @SiO2 /TiO2 ,
was synthesized by us; the parameters characterizing them are given in Table 2.
Table 2. Physical and chemical properties of the used photocatalysts.
Value

BET Surface
Area (mg dm−3 )

TiO2 -P25

55

Fe3 O4 @SiO2 /TiO2

117

Anatase (%)
(Size (nm))

Rutile (%)
(Size (nm))

Magnetite (%)
(Size (nm))

86.8 ± 0.3
(18.88 ± 0.09)
69.2 ± 0.8
(5.48 ± 0.05)

13.20 ± 0.19
(27.3 ± 0.7)
8.4 ± 0.5
(7.9 ± 0.4)

22.4 ± 0.8
(42.6 ± 3.3)

Fe3 O4 @SiO2 /TiO2 was obtained by the water/oil microemulsion method to create
a stable core (Fe3 O4 ) and shell (TiO2 ) structure, with an inert silica interlayer between
them. The detailed preparation procedure as well as physicochemical and photocatalysis
characterization are given in Zielińska-Jurek et al. [28,29]. Such core–shell photocatalyst
was chosen for nitrofurazone degradation because of its good stability and photoactivity
presented in several research publications [21,28–30]. In comparison to TiO2 -P25, whose
particles are nano-sized and thus difficult to separate, Fe3 O4 @SiO2 /TiO2 is easy to separate
using an external magnetic field, without a decrease in its photoactivity. The mass of the
active photocatalyst in used the magnetic composite (2 g) was 1.55 g.
To study the photocatalytic degradation of nitrofurazone, 2 g L−1 of the photocatalyst
(TiO2 -P25 or Fe3 O4 @SiO2 /TiO2 ) was dispersed in 1 L of a 5 mg L−1 solution of nitrofurazone and stirred for 30 min without irradiation to establish absorption–desorption
equilibrium. After collecting the reference sample, the dispersion was irradiated for 1 h.
Every 15 min, 1 mL of the suspension was collected, and the photocatalyst nanoparticles
were separated from the suspension by filtration combined with an external magnetic field.
4.4. Biological Degradation
To obtain liquid cultures, inocula were prepared by adding a loopful of cells, taken
from an agar plate, to the sterilized nutrient broth. After their incubation at 30 ◦ C with
shaking at 120 rpm (KS 4000 ic control, IKA Werke GmbH, Staufen, Germany) for 24 h, the
biomass was centrifuged at 4000× g for 10 min (3–18K, Sigma Laborzentrifugen GmbH,
Osterode am Harz, Germany) and washed twice with mineral salt medium. Then, the
bacteria were re-suspended in a sterile medium to reach the final bacteria concentration
of 1 × 109 cfu mL−1 (in log phase; optical density 1.0 at λ = 600 nm; spectrophotometer
Jasco V-650, Tokyo, Japan). The bacterial cultures used in the experiments contained
40 mL of nitrofurazone water solution (5 mg L−1 ) or 40 mL of the filtrated (0.2 µm)
solution after photocatalytic degradation, 5 mL of bacteria inoculum, 0.1 mL of sodium
succinate (20% aqueous solution), and 0.1 mL of trace element solution (concentration
in g L−1 : MgSO4 ·7H2 O, 0.35; FeSO4 ·7H2 O, 0.035; CuSO4 ·7H2 O, 0.2; MnSO4 ·5H2 O, 0.2;
ZnCl2 , 0.105; CoSO4 ·7H2 O, 0.025; and H3 BO3 , 0.285). Moreover, 5 mL of the concentrate of
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mineral salt medium was added to obtain final salt concentrations as follows: (in g L−1 )
Na2 HPO4 ·2H2 O, 7.0; KH2 PO4 , 2.8; NaCl, 0.5; and NH4 Cl, 1.0.
The bacterial cultures (biodegradation tests) were incubated for 28 days at 30 ◦ C
with shaking at 120 rpm. They were grown in sterile 250 mL Duran® Schott (Wertheim,
Germany) laboratory glass bottles.
4.5. Chemical Analysis of Nitrofurazone Degradation
The nitrofurazone concentration in the post-photo(cata)lysis filtrate was preliminarily
evaluated using a high-pressure liquid chromatograph (HPLC) equipped with a C18
chromatography column (Phenomenex, 150 × 4.6 mm) and a diode array detector (model
SPD-M20A, Shimadzu, Kyoto, Japan). Detection was carried out at 372 nm using the
external calibration method. The mobile phase was composed of 5 × 10−3 mol L−1 of
ammonium acetate solution and methanol in a volume ratio 1:1 at a flow rate of 1 mL min−1 .
The injection volume was 5 µL, and the analysis temperature was maintained at 35 ◦ C.
The concentration of residual nitrofurazone was determined using an LC-MS/MS system comprising an UltiMate 3000 RSLC chromatograph from Dionex (Sunnyvale, CA,
USA) and an API 4000 QTRAP triple quadrupole mass spectrometer from AB Sciex
(Foster City, CA, USA). Samples of 5 µL were injected into a Kinetex Evo C18 column
(150 mm × 2.1 mm I.D.; 2.6 µm) from Phenomenex (Torrance, CA, USA), maintained at
35 ◦ C. The mobile phase used in the analysis consisted of 5 × 10−3 mol L−1 of ammonium acetate in water and methanol at a flow rate of 0.3 mL min−1 . Gradient elution was
performed by linearly increasing the percentage of organic modifier from 75% to 80% in
2 min and then from 80% to 100% in 1 min. A pre-run time of 3 min was used before the
injection. The LC column effluent was directed to the electrospray ionization source (Turbo
Ion Spray) of the mass spectrometer. The Turbo Ion Spray source operated in positive
ion mode. The following settings were used for the ion source and mass spectrometer:
curtain gas, 10 psi; nebulizer gas, 40 psi; auxiliary gas, 40 psi; temperature, 400 ◦ C; ion
spray voltage, 4500 V; declustering potential, 60 V; and collision gas set to medium. The
dwell time for each mass transition detected in the selected reaction monitoring mode was
set to 200 ms. The quantitative transition was from 199 to 182 m/z at collision energy set to
17 eV and collision cell exit potential set to 11 V. The confirmatory transition was from 199
to 156 m/z at collision energy set to 19 eV and collision cell exit potential set to 9 V.
Additionally, the mineralization of the organic compounds in the samples was evaluated by measuring the total organic carbon (TOC) concentration (TOC Analyzer, Shimadzu,
Kyoto, Japan). Moreover, the nitrofurazone photocatalytic degradation products were
studied. The 50 mL solutions after degradation were freeze-dried for 48 h at −55 ◦ C under
a pressure of 0.37 mbar (freeze dryer Alpha 1-2 LD plus, Christ, Osterode, Germany).
Then, 2 mg of the samples (cells or extracellular compounds) were mixed with 200 mg
of anhydrous potassium bromide and compressed into a1 mm disc, and infrared spectra
(from 600 cm−1 to 4000 cm−1 ) were recorded (Vertex 70, Bruker, Karlsruhe, Germany).
4.6. Bacterial Metabolic Activity Assessment
To determine the toxicity of nitrofurazone and its photocatalytic degradation products, the cells’ metabolic activity was analyzed using 3-(4,5-dimethylthiazol-2-yl)-2,5diphenyltetrazolium bromide assay (MTT) in accordance with the method described by
Wang et al. [31]. The cultures were prepared according to the methodology described in
Section 4.4. For the control sample, only sodium succinate was used. After 24 h of incubation, the microbial cultures were centrifuged (4000× g, 10 min), washed with mineral salt
medium, and re-suspended in MSM to obtain OD600 equal to 0.1. Thereafter, 0.9 mL of
the microbial suspension was incubated with 0.1 mL of 5 g L−1 MTT solution for 2 h at
30 ◦ C. After incubation, the cultures were centrifuged at 15,000× g, the supernatant was
removed, and the pellet (formazan precipitate formed by viable cells) was dissolved with
1 mL of propan-2-ol. Afterward, the samples were centrifuged again at 4000× g, and the
supernatant was analyzed on a UV-VIS spectrophotometer at 560 nm.
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4.7. Cell Surface Properties’ Characterization
The next stage of research was dedicated to the determination of changes in the
cells’ surface properties occurring under the influence of contact with nitrofurazone or
the products of its photocatalytic degradation. The cell suspensions were prepared, as
described in Section 4.6. Then, the total membrane permeability was tested by colorimetric
measurements of the uptake of crystal violet solution by microbial cells [32] by mixing
0.9 mL of microbial suspension with 0.1 mL of crystal violet solution (10 mg L−1 ). The
samples were incubated for 2 h at 30 ◦ C and centrifuged at 15,000× g, and the supernatant
absorbance at 590 nm was measured. Analogously, the cell surface hydrophobicity was
analyzed by replacing the crystal violet solution with Congo red solution (100 mg L−1 ),
measuring the dye adsorption on the surface of microbial cells [33]. After the samples’
incubation and centrifugation, the supernatant absorbance was measured at 480 nm.
4.8. Statistical Analysis
In all analyses, at least three independent experiments were performed and the mean
values were accepted as final results. The statistical significance of differences between
the mean values was determined by one-way analysis of variance (ANOVA) with Tukey’s
range test applied as post hoc analysis. Differences at p < 0.05 were considered statistically
significant. The calculations were performed using Statistica v13 (StatSoft, Cracow, Poland).
5. Conclusions
The presented study showed that photocatalytic degradation with the tested catalysts
can be a more effective way of NFZ degradation than photolysis alone. The use of the
TiO2 -P25 photocatalyst appears to be particularly beneficial. Importantly, the process is
accompanied by the formation of intermediates, and the reduction in the organic carbon
concentration is not at the same level as the reduction in the content of the degraded
pharmaceutical. Furthermore, the experiments showed that the by-products of NFZ
degradation may be toxic to bacterial cells and may affect their membranes. Therefore,
it seems beneficial to combine photocatalytic degradation with biodegradation. What is
more, the A. xylosoxidans NFZ2 strain was proved to effectively degrade both NFZ and its
intermediates, which was confirmed by the substantial reduction in the organic carbon
content. The obtained results indicated that the 30 min photocatalytic system using the
TiO2 -P25 photocatalyst combined with biodegradation by A. xylosoxidans NFZ2 allows
effective mineralization (over 95%) of NFZ in contaminated water. This observation opens
new and promising perspectives to reduce the threat of pharmaceutical pollution in water
ecosystems.
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the Presence of Core-Shell ZnFe2 O4 /SiO2 /TiO2 Magnetic Photocatalyst. Sci. Total Environ. 2020, 724, 138167. [CrossRef]
Ullah, S.; Ferreira-Neto, E.P.; Pasa, A.A.; Alcântara, C.C.J.; Acuña, J.J.S.; Bilmes, S.A.; Martínez Ricci, M.L.; Landers, R.; Fermino,
T.Z.; Rodrigues-Filho, U.P. Enhanced Photocatalytic Properties of Core@shell SiO2 @TiO2 Nanoparticles. Appl. Catal. B Environ.
2015, 179, 333–343. [CrossRef]
Sinar Mashuri, S.I.; Ibrahim, M.L.; Kasim, M.F.; Mastuli, M.S.; Rashid, U.; Abdullah, A.H.; Islam, A.; Asikin Mijan, N.; Tan, Y.H.;
Mansir, N.; et al. Photocatalysis for Organic Wastewater Treatment: From the Basis to Current Challenges for Society. Catalysts
2020, 10, 1260. [CrossRef]
Fischer, K.; Kühnert, M.; Gläser, R.; Schulze, A. Photocatalytic Degradation and Toxicity Evaluation of Diclofenac by Nanotubular
Titanium Dioxide-PES Membrane in a Static and Continuous Setup. RSC Adv. 2015, 5, 16340–16348. [CrossRef]
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