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Abstract: This study investigated the impact of different calcium reagents on the morphology,
composition, bioactivity and biocompatibility of two-component (CaO-SiO2 ) glasses produced by
the Stöber process with respect to their potential application in guided tissue regeneration (GTR)
membranes for periodontal repair. The properties of the binary glasses were compared with those
of pure silica Stöber particles. The direct addition of calcium chloride (CC), calcium nitrate (CN),
calcium methoxide (CM) or calcium ethoxide (CE) at 5 mol % with respect to tetraethyl orthosilicate
in the reagent mixture gave rise to textured, micron-sized aggregates rather than monodispersed
~500 nm spheres obtained from the pure silica Stöber synthesis. The broadening of the Si-O-Si band at
~1100 cm−1 in the infrared spectra of the calcium-doped glasses indicated that the silicate network was
depolymerised by the incorporation of Ca2+ ions and energy dispersive X-ray analysis revealed that,
in all cases, the Ca:Si ratios were significantly lower than the nominal value of 0.05. The distribution
of Ca2+ ions was also found to be highly inhomogeneous in the methoxide-derived glass. All samples
released soluble silica species on exposure to simulated body fluid, although only calcium-doped
glasses exhibited in vitro bioactivity via the formation of hydroxyapatite. The biocompatibilities of
model chitosan-glass GTR membranes were assessed using human MG63 osteosarcoma cells and
were found to be of the order: CN < pure silica ≈ CC << CM ≈ CE. Calcium nitrate is the most
commonly reported precursor for the sol-gel synthesis of bioactive glasses; however, the incomplete
removal of nitrate ions during washing compromised the cytocompatibility of the resulting glass.
The superior bioactivity and biocompatibility of the alkoxide-derived glasses is attributed to their
ease of dissolution and lack of residual toxic anions. Overall, calcium ethoxide was found to be
the preferred precursor with respect to extent of calcium-incorporation, homogeneity, bioactivity
and biocompatibility.
Keywords: bioactive glass; calcium silicate; guided tissue regeneration; periodontal repair; Stöber
process; chitosan; MG63 osteosarcoma

1. Introduction
Periodontitis is a widespread infectious disease characterised by inflammation and progressive
destruction of the tooth attachment apparatus [1–3]. Guided tissue regeneration (GTR) of damaged
periodontal structures involves the placement of a barrier membrane to exclude the fast-growing
epithelial tissues from the exposed root surface in order to enable the more slow-growing ligament and
hard tissues to regenerate [1–3]. GTR membranes have been engineered from a number of resorbable
biocompatible polymers, including both synthetic (e.g., poly(lactic acid) and poly(caprolactone)) and
natural (e.g., chitosan, alginate and collagen) materials [1–4]. Various silica-based phases, such as
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multi-component glasses [2], Stöber particles [5], minerals [6] and diatomite [7] have been incorporated
into the polymer matrices in order to enhance the mechanical and/or osteogenic properties of the
GTR membranes.
The Stöber process is a simple, ambient-temperature, one-pot, sol-gel processing route for the
synthesis of spherical monodispersed silica (SiO2 ) particles (between 0.05 and 2 µm in diameter) [8].
Traditionally, Stöber particles are prepared by ammonium hydroxide-catalysed hydrolysis and
condensation of tetraethyl orthosilicate (TEOS) in aqueous ethanol at room temperature under vigorous
stirring [8]. The original Stöber process has been widely modified to functionalise the resulting particles
with fluorescent labels, therapeutic ions and a range of active pharmaceutical ingredients [9–14].
The research reported in the current paper was carried out to investigate the impact of different
calcium reagents on the morphology, composition, bioactivity and biocompatibility of two-component
(CaO-SiO2 ) glasses produced by the Stöber process with respect to their potential application in GTR
membranes. The Stöber process was modified by the direct addition of calcium chloride, calcium
nitrate, calcium methoxide or calcium ethoxide at 5 mol % with respect to TEOS in the reagent mixture.
The composition and morphology of the glasses were characterised using powder X-ray diffraction
analysis (XRD), Fourier transform infrared spectroscopy (FTIR), scanning electron microscopy (SEM)
and energy dispersive X-ray analysis (EDX). The impact of the various calcium reagents on the
bioactivity and dissolution behaviour of the glasses was assessed in vitro by immersion in simulated
body fluid (SBF) for up to one week [15].
In order to evaluate biocompatibility, model composite GTR membranes incorporating the
calcium-doped or pure silica Stöber particles were prepared by solvent-casting using chitosan as
the polymer matrix. Chitosan is a biodegradable, biocompatible, haemostatic, linear co-polymer
of glucosamine and N-acetylglucosamine whose structure resembles that of bone extracellular
matrix (ECM) [6]. Chitosan-based GTR membranes have been shown to successfully promote the
regeneration of the tooth attachment tissues and alveolar bone in canine and human trials [1,16].
The biocompatibilities of the chitosan-glass composites prepared in this study were assessed using
human MG63 osteosarcoma cells via an MTT assay [6].
2. Results
2.1. Materials Characterisation
All dried glass samples presented as fine, white, free-flowing powders that were used without
further modification or reduction in particle-size. Powder XRD patterns of the pure silica Stöber glass
particles (viz. Stöber) and those prepared with 5 mol % calcium chloride (CC), calcium nitrate (CN),
calcium methoxide (CM) or calcium ethoxide (CE) are presented in Figure 1. These data confirm
the amorphous nature of the glasses produced by this method and indicate that trace quantities of
calcium carbonate in the forms of calcite and aragonite are present, below 1 wt %, in the calcium-doped
samples. Minor quantities of calcium carbonate commonly arise from atmospheric carbonation during
sol-gel and hydrothermal preparations of calcium silicate phases under alkaline conditions [6]. In this
initial study, sample preparations were carried out in air rather than under an inert atmosphere (e.g.,
nitrogen or argon gas) which could be used to preclude the formation of calcium carbonate but may
give rise to calcium hydroxide.
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calcium-doped glasses are shown in Figure 3. The pure silica particles typify those produced by the
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traditional Stöber process under the selected reaction conditions, as they are smooth, spherical and
with a diameter of ~500 nm [8]. In all cases, the addition of 5 mol % calcium precursor to the
monodispersed with a diameter of ~500 nm [8]. In all cases, the addition of 5 mol% calcium
reaction mixture resulted in highly textured micron-sized agglomerated clusters of nanoparticles.
precursor to the reaction mixture resulted in highly textured micron-sized agglomerated clusters of
The chloride and nitrate precursors gave rise to 2–20 µm diameter aggregates of irregularly
nanoparticles. The chloride and nitrate precursors gave rise to 2–20 μm diameter aggregates of
shaped globular nanoparticles and the calcium alkoxides produced 1–5 µm clusters of globules
irregularly shaped globular nanoparticles and the calcium alkoxides produced 1–5 μm clusters of
and distorted nanospheres.
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formation of a substituted hydroxyapatite layer on the surface of a material immersed in SBF [15].
The FTIR spectra of the glass samples following exposure to SBF for 1 week are presented in
Figure 4 and the corresponding SBF-concentration profiles for P and Si are plotted in Figure 5.
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contact with the alkoxide-derived glasses. In fact, the presence of the CM and CE membranes was
found to enhance cell growth by 33% and 31%, respectively, relative to that of the pure chitosan
control.
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~215 nm Stöber particles, which demonstrates their potential as vectors for the direct and sustained
delivery of active agents [31].
3.2. Calcium-Doped Glasses
The acid-catalysed sol-gel synthesis of two-component calcium silicate bioactive glasses from
TEOS and various calcium-bearing reagents is widely reported in the literature [12,17,19]. Under
acidic conditions, the hydrolysis and condensation reactions of TEOS result in a loosely cross-linked
silica network that collapses on drying to form a nanoporous monolithic gel. The product can then be
subjected to thermal treatment to remove or reduce the concentration of surface silanol groups and to
densify the glass. Small components of bespoke geometry can be prepared by this method if shrinkage
is taken into account; however, most commonly the glass product is mechanically ground, sieved and
graded prior to use in particulate form.
To date, calcium nitrate is the most frequently employed calcium precursor for the preparation
of sol-gel-derived bioactive glasses [19,32]. Under acidic conditions, the soluble Ca2+ and NO3 − ions
remain dissolved in the pore liquor as the gel forms and are not directly incorporated into the silicate
network. On drying, non-uniform precipitates of calcium nitrate are deposited onto the surface of
the gel with calcium-rich regions at the edges. The calcium ions are subsequently incorporated into
the glass as network modifiers by heating above 400 ◦ C and the toxic nitrate ions are removed by
thermal decomposition above 500 ◦ C. Hence, the principal limitations of calcium nitrate as a reagent
for the acid catalysed sol-gel synthesis of calcium silicate glasses are that the distribution of Ca2+ ions
throughout the silicate network is inhomogeneous and the high processing temperatures preclude the
incorporation of potentially beneficial organic components [19].
Calcium chloride has also proven to be a poor alternative to the nitrate precursor, as Ca2+ ions
derived from the chloride salt fail to enter the silicate network at temperatures up to 800 ◦ C [19].
Instead an unidentified crystalline phase is found to precipitate on heating to 700 ◦ C. In addition,
though not essentially toxic, the fate of the chloride ions in these glasses as a function of temperature
is currently unknown. Similarly, calcium acetate is an unsuitable precursor as it visibly precipitates
during drying [19] and a temperature of 600 ◦ C is required to integrate Ca2+ ions into the silicate
network if calcium hydroxide is used [33].
Conversely, under acid catalysis, calcium methoxyethoxide is reported to hydrolyse and condense
together with TEOS thus becoming incorporated into the silicate network at room temperature [19].
In this respect, calcium methoxyethoxide is recommended in preference to the other common salts of
calcium for superior homogeneity and for the ambient temperature synthesis of glass-organic hybrids.
Literature reports of ambient temperature, non-templated, base-catalysed Stöber syntheses of
bioactive calcium silicate glasses are rare [10]. Several investigations that exploit surfactants and
structure-directing agents or involve the post hoc incorporation of Ca2+ ions into Stöber particles are
described [12,34,35]; however, these processes all involve high finishing temperatures (≥600 ◦ C) in
order to integrate the Ca2+ ions into the glass and to decompose unwanted organics and/or nitrates.
Chen et al. [10] produced spherical calcium silicate particles by the Stöber process via the direct
addition of calcium chloride at molar CaCl2 :TEOS ratios of 0.0041 and 0.0082. EDX and dissolution
analyses confirmed the presence of Ca2+ ions within the silicate network; although, at these low Ca:Si
ratios, no significant differences were noted in the FTIR or 29 Si MAS NMR spectra between the pure
silica and Ca-doped glasses. The Ca-doped glasses were larger than their pure silica counterparts
with some inter-particle necking which was attributed to increased aggregation arising from the
presence of the calcium cations. Similarly to the findings of the present study, the Ca-doped glasses
exhibited in vitro bioactivity whereas the pure silica particles did not, indicating that the presentation
of pre-existing silanol groups is not sufficient for the precipitation of hydroxyapatite in the absence of
leachable Ca2+ ions.
In our study, irrespective of the nature of the calcium precursor, the higher nominal Ca:Si ratio
of 0.05 resulted in significant agglomeration of the glass particles, which gave rise to nano-textured,
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micron-sized aggregates rather than monodispersed spheres (Figure 3). The presence of the Ca2+ ions
in the reaction mixture reduced the negative electrostatic repulsive forces generated by the high basicity
and caused the evolving particles to coalesce. Accordingly, chloride and nitrate precursors gave rise to
2–20 µm diameter aggregates and the calcium alkoxides produced aggregates in the 1–5 µm range.
Hence, the direct addition of the calcium precursors to the Stöber process markedly reduced control
of particle size. However, unlike glasses prepared via acid catalysis, the Ca-doped glass particles
produced by this method did not require grinding or sieving prior to use (i.e., incorporation into the
chitosan membranes). Additionally, it is considered that their nano-textured surfaces may also be
favourable for osteocyte-attachment and mineralisation [36,37].
The broadening of the Si-O-Si band at ~1100 cm−1 in the infrared spectra of the Ca-doped glasses
in this study demonstrated that the silicate network was disrupted by the incorporation of the network
modifying Ca2+ ions (Figure 2). EDX analysis confirmed that, in all cases, the Ca:Si ratios were
significantly lower than the nominal value of 0.05 (Table 1), and that the distribution of calcium within
the methoxide-derived glass was highly inhomogeneous, although the reason for this is not known.
In contrast to the acid-catalysed methods reported in the literature [12,17,19], the successful
incorporation of Ca2+ ions into the silicate network from various calcium precursors at ambient
temperature, observed by Chen et al. [10] and in the current study, is attributed to the high pH
of the reaction medium. Under the highly basic conditions associated with the Stöber process,
the condensation reaction is promoted over hydrolysis and involves the nucleophilic attack of
deprotonated silanol (≡SiO− ) species [26]. The free Ca2+ ions in the reaction liquor electrostatically
interact with these anionic ≡SiO− intermediates and are thus taken up into the silicate network.
Under acidic conditions, hydrolysis proceeds via the rapid protonation of the TEOS molecule and
the subsequent slow condensation reactions involve protonated silanol species which do not readily
interact with the free calcium cations in solution.
One distinct advantage of the direct incorporation of Ca2+ ions into the silicate network under
basic conditions is that this method potentially allows for the removal of residual supernatant Ca2+
ions and undesirable contaminant anions (e.g., Cl− , NO3 − , CH3 O− and CH3 CH2 O− ) by washing
with water. This eliminates the need for high temperature processing; although, in our study the
removal of nitrate ions was incomplete which compromised the cytocompatibility of the resulting glass.
Conversely, although with the possible exception of calcium methoxyethoxide [19], it is not feasible
to wash unwanted soluble species from calcium silicate gels prepared under acidic conditions as this
would also cause the removal of the Ca2+ ions. Presumably, the nanoporous and monolithic nature
of the acid-catalysed gels would also present a significant challenge for the successful elimination of
contaminants from within the pore system by washing.
As is commonly the case during sol-gel and hydrothermal preparations of calcium silicate phases
under alkaline conditions, trace quantities (<1 wt %) of calcium carbonate in the forms of calcite and
aragonite were present in the calcium-doped samples (Figure 1) [6,24,34]. All crystalline polymorphs
of calcium carbonate are biocompatible with respect to bone tissue, and in fact, amorphous calcium
carbonate acts as a ‘bioseed’ precursor for the formation of hydroxyapatite in human bone [38].
Accordingly, the presence of minor quantities of calcium carbonate would not be detrimental to
the biocompatibility of a glass in periodontal applications, but it does represent limitations on the
reproducibility and compositional range of calcium silicate glasses that can be produced under
alkaline conditions.
Calcium hydroxide is only sparingly soluble in water (Ksp ~5.02 × 10−6 ) and its solubility
dramatically decreases with increasing pH [39]. This common ion effect limits the maximum
concentration of dissolved Ca2+ ions as a function of the concentration of ammonia (or any other
base) in aqueous media. The maximum concentration of base that could be used without causing
the precipitation of calcium hydroxide depends on the nature and concentration of the calcium
precursor and the other components in the modified Stöber reaction mixture. Above this threshold
base concentration, the precipitation of calcium hydroxide is inevitable; although, an inert atmosphere
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could be used to preclude the formation of calcium carbonate at concentrations below this value.
In comparison with the acid-catalysed sol-gel methods, this phenomenon imposes a considerable
restriction on the compositional ranges of binary and multicomponent calcium silicate glasses that are
achievable under alkaline conditions.
The low concentrations of calcium carbonate in the Ca-doped glasses in this study are not
considered to have had any significant impact on the in vitro bioactivity or biocompatibility of these
materials. All Ca-doped glasses effected the precipitation of crystalline hydroxyapatite following
immersion in SBF for 1 week (Figure 4). The rates of dissolution of silica species were found to be
greatest for the calcium alkoxide-derived glasses which correlated with the highest observed rates
of precipitation of hydroxyapatite (Figure 5). These alkoxide-derived glasses also exhibited superior
biocompatibility when incorporated into model chitosan GTR membranes.
Chitosan is a popular candidate membrane material for periodontal repair owing to its
biocompatibility with both hard and soft dental tissues, biodegradability and similarity in structure
to bone ECM; however, pure chitosan is insufficiently bioactive in this application and its acidic
degradation products are reported to provoke inflammatory reactions which inhibit healing [40,41].
A wide range of inorganic phases including, synthetic hydroxyapatite, β-tricalcium phosphate,
silica, and bioactive glasses have been incorporated into chitosan-based composites to improve
bioactivity [1,3,33,40–43]. In addition to enhanced osteogenesis, advantages of using calcium silicate
glasses in chitosan-based GTR applications are that both materials are biodegradable which negates
the need for second surgery to remove the membrane, the alkaline breakdown products of the glass
are able to buffer the acidic degradation products of chitosan and the glass particles will generally
confer enhanced mechanical properties.
The results of the cytotoxicity assay (Figure 6) support those of the in vitro bioactivity evaluation
and confirm that the growth of human osteoblastic cells was enhanced by 33% and 31% in the
presence of the chitosan membranes blended with the calcium methoxide- and ethoxide-derived
glasses, respectively. Calcium nitrate is currently the most commonly reported precursor for the sol-gel
synthesis of bioactive glasses; however, the incomplete removal of nitrate ions during washing is
thought to have compromised the cytocompatibility of the resulting glass.
The superior bioactivity and biocompatibility of the alkoxide-derived glasses observed during
this investigation are attributed to their ease of dissolution and lack of residual toxic anions. Of the
calcium reagents considered in this study, calcium ethoxide is the preferred precursor with respect to
extent of calcium-incorporation, homogeneity, bioactivity and biocompatibility.
During the next phase of this research, the formulation of composite GTR membranes of chitosan
and calcium ethoxide-derived glasses will be optimised for their mechanical strength and degradation
characteristics [43]. Selected candidate composite membranes will then be appraised for their impact
on the proliferation and expression of osteocyte, human bone marrow, ligament and cementoblast cell
lines [3,44–46].
4. Materials and Methods
All reagents, with the exception of calcium ethoxide (Ca(OC2 H5 )2 ), were purchased from
Sigma-Aldrich (Gillingham, UK). Ammonium hydroxide (ACS reagent, 30% NH3 ), tetraethyl
orthosilicate (TEOS, reagent grade, 98%), calcium chloride dihydrate (CaCl2 .2H2 O, ACS reagent,
≥99%), calcium nitrate tetrahydrate (Ca(NO3 )2 .4H2 O, ACS reagent, 99%), calcium methoxide
(Ca(OCH3 )2 , 97%), calcium metal (granular, 99%) and chitosan (50–190 kDa molecular weight,
75–85% deacetylated) were used without further modification or purification. Absolute ethanol
(ACS reagent, 200 proof, ≥99.5%) was dehydrated using a 4 Å molecular sieve prior to the preparation
of calcium ethoxide.
Calcium ethoxide was prepared by direct reaction of calcium metal with excess dehydrated
ethanol (reaction ratio 1:40) by boiling under reflux in an argon atmosphere with stirring for 3 h [47].
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The solid white product was isolated by distillation of the supernatant ethanol and confirmed as
calcium ethoxide by FTIR.
4.1. Preparation and Characterisation of Glasses
To prepare the pure silica Stöber particles, a solution containing 2.23 cm3 of TEOS and 17.9 cm3
of ethanol was added to a solution containing 17.9 cm3 of ethanol, 9.1 cm3 of deionised water and
2.9 cm3 of 30% ammonium hydroxide under vigorous stirring. The mixture was stirred for 2 h and
aged at 25 ◦ C for 48 h. The two-component (CaO-SiO2 ) glasses were prepared similarly by the addition
of a solution containing 2.23 cm3 of TEOS, 0.5 mmol of the relevant calcium reagent and 17.9 cm3 of
ethanol to the receiving solution of ammonium hydroxide in aqueous ethanol, as described above.
After aging, the samples were centrifuged and washed with three 20 cm3 aliquots of deionised water
prior to drying at 80 ◦ C in air to constant mass. Each synthesis was carried out in triplicate. The sample
names and reaction compositions are listed in Table 3.
Table 3. Reaction compositions of Stöber particles and two-component (CaO-SiO2 ) glasses.
Sample Name

Calcium Reagent

Mass of Calcium Reagent (mg)

Molar Ratio Ca:Si

Stöber
CC
CN
CM
CE

–
CaCl2 ·2H2 O
Ca(NO3 )2 ·4H2 O
Ca(OCH3 )2
Ca(OC2 H5 )2

–
73.5
118.1
51.1
65.1

0.00
0.05
0.05
0.05
0.05

The Stöber particles and two-component glass products were analysed by powder XRD using
a Bruker D8 diffractometer (Bruker AXS, Karlsruhe, Germany) with Cu Kα = 1.5406 Å, a step size
of 0.019◦ in the 2θ range from 5 to 40◦ and a measuring time of 1 s per step. FTIR spectra were
acquired using a Perkin Elmer Spectrum Two spectrometer (Perkin Elmer, London, UK) between 450
and 2000 cm−1 wavenumbers, with 10 scans at a resolution of 4 cm−1 . Secondary electron images
of the products were obtained from uncoated samples attached to carbon tabs on a Hitachi SU8030
scanning electron microscope (Hitachi High-Technologies, Tokyo, Japan) with an accelerating voltage
of 0.5 kV. EDX data were collected in triplicate from areas of 1 µm2 from compacted samples using a
JEOL JSM-5410 LV electron microscope (JEOL, Tokyo, Japan) with an Oxford Instruments X-MaxN
EDX detector (Oxford Instruments, Abingdon, UK) in low vacuum mode with an accelerating voltage
of 8 kV.
4.2. In Vitro Bioactivity Analysis
Simulated body fluid (SBF) was prepared in accordance with the method described in reference
15 and stored in polypropylene bottles at 4 ◦ C for no longer than 3 days. The glass specimens were
immersed in SBF (at a solid:solution ratio of 1.0 mg cm−3 ) in hermetically-sealed polypropylene
containers at 37 ◦ C for 6, 24, 72 and 168 h. Each analysis was carried out in triplicate. Solution
concentrations of phosphorus and silicon were monitored as functions of time by inductively coupled
plasma analysis (ICP) using a TJA Iris simultaneous ICP-OES spectrophotometer (Thermo Fisher
Scientific, East Grinstead, UK) and matrix-matched multi-element standards. Relative standard
deviations of the mean concentrations of phosphorous and silicon were below 10% in all cases.
The glass particles were recovered from SBF solution by centrifugation, washed with deionised water
and dried in air at 37 ◦ C prior to analysis by FTIR.
4.3. In Vitro Cytocompatibility Study
Chitosan-glass composite membranes were prepared in triplicate by dissolving 1 wt % chitosan
in 2 wt % aqueous acetic acid solution and adding the glass powder at a chitosan:glass mass ratio of
1.5 under stirring. The solutions were cast on to polycarbonate surfaces and dried to constant mass
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in air at 60 ◦ C [6]. A control membrane of pure chitosan was also prepared similarly without the
addition of glass. The in vitro biocompatibilities of the control and chitosan-glass membranes were
evaluated using MG63 human osteosarcoma cells (ECACC code: 86051601) as described in reference
4. In quadruplicate, one section of control or chitosan-glass composite membrane (1 mm × 4 mm)
was incubated in a 96-well plate with 0.2 cm3 culture of MG63 cells (106 cells cm−3 ) for 24 h and
cell viability was established using an MTT (3-(4,5-dimethyl-2-thiazolyl)-2,5-diphenyl-2H-tetrazolium
bromide) assay. UV-vis absorbance data were collected at 540 nm using a Multiskan Ascent microplate
photometer plate reader (Thermo Fisher Scientific, East Grinstead, UK). Absorbance data for the control
and chitosan-glass membranes were expressed as percentages relative to that of a culture containing
only cells and subjected to a one-tailed t-test at (n–2) degrees of freedom and p = 0.05.
5. Conclusions
Binary and multicomponent sol-gel-derived calcium silicate glasses are most commonly produced
by the acid-catalysed condensation of tetraethyl orthosilicate (TEOS) in the presence of calcium nitrate.
Under these conditions, calcium ions do not enter the glass network below 400 ◦ C and the cytotoxic
nitrate ions require removal by thermal decomposition above 500 ◦ C. Similarly, temperatures in
excess of 600 ◦ C are required to integrate calcium ions into the silicate network if calcium hydroxide
reagent is used, and chloride-derived calcium ions fail to enter the silicate network below the point of
crystallisation at ~700 ◦ C. Calcium methoxyethoxide (CME) is currently the only calcium precursor
that has been used to successfully integrate calcium ions into the glass network at room temperature.
This study investigated the impact of different calcium reagents on the morphology, composition,
bioactivity and biocompatibility of binary (CaO-SiO2 ) glasses produced by the base-catalysed Stöber
process. The properties of the binary glasses were compared with those of pure silica Stöber particles.
Under the selected conditions (water:TEOS = 51, initial pH ~11.7), calcium ions derived from 5 mol %
addition of calcium chloride (CC), calcium nitrate (CN), calcium methoxide (CM) or calcium ethoxide
(CE) were found to enter the silicate network at room temperature, albeit at concentrations below the
nominal Ca/Si ratio of 0.05. The distribution of calcium ions was found to be highly inhomogeneous
in the methoxide-derived glass.
All samples released soluble silica species on exposure to simulated body fluid, although
only calcium-doped glasses exhibited in vitro bioactivity via the formation of hydroxyapatite.
The biocompatibilities of model chitosan-glass composites were assessed using human MG63
osteosarcoma cells and the superior biocompatibility of the alkoxide-derived glasses was attributed
to their ease of dissolution and lack of residual toxic anions. With respect to the extent of
calcium-incorporation, homogeneity, bioactivity and biocompatibility, calcium ethoxide was found to
be the preferred precursor.
The ambient temperature processing route afforded by this base-catalysed modified Stöber process
offers the potential for the production of sol-gel hybrids and the functionalisation of the glasses with
therapeutic organic and biological components that cannot be achieved at elevated temperatures.
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