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Abstract: As rolling bearings are widely used in various machines, there is a strong need to detect
any problems as early as possible. Although vibration analysis is commonly used in the diagnosis of
rolling bearings, it is possible that the failure of such bearings might be detected earlier by an acoustic
emission (AE) technique. Methods for detecting potential fatigue damage in a thrust ball bearing by
AE signal analysis and by vibration analysis were compared. For the AE signal analysis, the maximum
amplitude and the frequency spectrum were used to detect and identify fatigue damage in the bearing.
Features of AE signals detected when a defect was artificially formed on the raceway surface of
a bearing by using a Vickers hardness tester were also examined. The AE technique detected initial
cracks due to fatigue damage earlier than the vibration technique. Additionally, AE signals were
always detected during bearing fatigue tests, but the AE signals detected during the running-in
process, crack initiation, crack propagation, and flaking all contained different frequency components.
Furthermore, the correlation map between the frequency spectra of AE signals and deformation and
fracture phenomena (friction and wear modes) was updated by adding the new findings of this study.
Keywords: acoustic emissions; wear monitoring; ball bearings; rolling bearings; oil lubrication;
fatigue cracking; plastic deformation; failure detection; lifetime prediction; frequency analysis

1. Introduction
Thrust ball bearings are used worldwide in automobiles, aircraft, machine tools, and home
appliances. In service, fatigue accumulates inside the materials of these bearings, causing minute
internal cracks to form. These cracks propagate until they eventually reach the surface and expand,
causing damage in whichever part of the material in the surface of the bearing peels off. A bearing
that shows such peeling damage has reached its end of lifetime and requires replacement by a new
one. Therefore, the lifetime of a rolling bearing is defined as the time until rolling fatigue results in
flaking of the contact surface between the inner or outer ring and the rolling elements. However,
bearings incorporated in actual machines can be damaged as a result of inadequate lubrication before
flaking occurs, and might become unusable as a result. In addition, intrusion of foreign matter
might cause damage to the rolling contact surface, resulting in disruption of the oil film and causing
large local stresses and partial plastic deformation of the raceway surface. In general, the surface
of machine elements is mechanically affected by machining, unlike the deeper parts of the material.
Consequently, the surface of the material is susceptible to chemical influences in the environment such
as air, lubricants, and moisture. In such cases, initial cracks originating from surface damage might
form at an early stage [1]. Therefore, early detection of fatigue damage is vital if normal operation of
a machine is to be maintained.
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A technique based on vibration has conventionally been used to detect and diagnose damage
to bearings [2]. However, this technique does not provide enough information to permit damage
prediction, because it can only detect problems at a terminal stage such as when flaking or peel
expansion occurs, as shown in Figure 1. On the other hand, an acoustic emission (AE) technique,
which can directly evaluate friction and wear, is considered to be very effective in diagnosing the
lifetimes of bearings. The AE technique is a diagnostic technique for detecting potential wear that
involves analysis of elastic stress waves that occur when strain energy stored in a material is released
as the material is deformed or fractured. Unlike the vibration technique, the AE technique can detect
plastic deformations of surfaces and crack initiation during their incubation periods. The AE technique
is therefore suitable for predicting the fatigue of bearings and for evaluating the mode of damage.
Several studies have been conducted on the diagnosis of abnormalities in rolling bearings and in
bearing steels by using the AE technique [3–9]. However, most of these were based on a comparison
between the operating time of the rolling bearing and changes in AE signals. As a result, it is difficult
to clearly understand the cause of the abnormalities that occurred in the rolling bearings during the
fatigue process.
In this study, the AE technique was used to evaluate the sliding state of thrust ball bearings typical
of those used in many mechanical systems. In addition, a fatigue test was performed on a thrust ball
bearing with the aim of comparing predictions of flaking of the bearing from the results of both AE and
vibration measurements. By comparing the changes in both sets of measurements, the effectiveness of
the AE technique for diagnosing bearing abnormalities was examined. Furthermore, to examine the
features of the frequency spectrum of the AE signals during the fatigue process for bearings, the AE
signals detected when a defect was artificially induced on the raceway surface of the bearing with
a Vickers hardness tester were analyzed. The characteristics of the frequency spectrum of the AE
signal waveform detected during the bearing fatigue test and the indentation experiment are reported.
By clarifying the relationship between the cause of the abnormalities that occurred in the rolling
bearings during the fatigue process and the AE signals, the AE technique can be applied not only
to detect the fatigue damage, but also to evaluate the effect of lubricants to the fatigue process in
more detail.

Figure 1. Differences in the detection range between the acoustic emission (AE) technique and the
vibration technique.
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2. Experiments
2.1. Bearing Fatigue Test
Figure 2 is a photograph of the bearing fatigue tester that was used in the bearing fatigue test.
Figure 3 is a schematic representation of the bearing fatigue tester and the measuring system. A small
wideband-type AE sensor (AE-900M-WB: NF Corp., Yokohama, Japan) was used in this study. The AE
sensor was installed onto the holder near the bearing-installation section, so that elastic waves generated
by rolling friction could be detected with high sensitivity. The AE amplification factor was set to 70 dB
by a preamplifier (AE-912: NF Corp., Yokohama, Japan) and a main amplifier, and the background
noise was eliminated by using a 20 kHz high-pass filter with a discriminator (AE9922: NF Corp.).
A vibration sensor (GH-313A: Keyence Corp., Osaka, Japan) with a minimum detected acceleration of
0.98 m/s2 was installed near the AE sensor. Changes in amplitude of the AE signal were evaluated by
using the envelope detection waveform from which the amplitude of the background noise component
was subtracted. To examine changes in the frequency spectrum of the AE signal waveforms during the
fatigue process in the rolling bearing, the AE signal waveforms were recorded by using a high-speed
waveform digitizer and subjected to a fast Fourier transform.
In this study, a thrust ball bearing 51205 (number of rolling elements: five, outer diameter: 47 mm,
inner diameter: 25 mm, height: 15 mm) was used. A load of 9800 N was applied, and the spindle
speed was set to 800 rpm. The tests were conducted in a bath of turbine oil of viscosity grade 46,
the specifications of which are listed in Table 1. The oil temperature was about 40 ◦ C. Viscosity grade
46 was chosen on the basis of the oil temperature, the rotation speed, and nature of the bearing used in
the tests. When vibration increased as a result of peeling and damage caused by a large flaw in the
bearing, the bearing fatigue tester was stopped and the test was ended.

Figure 2. Appearance of the experimental setup for the bearing fatigue test.
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Figure 3. Schematic representations of the experimental setup and the measurement system for the
bearing fatigue test.
Table 1. Specifications of the lubricating oil used in this study.
ISO
Viscosity Grade

Density at 15 ◦ C

Kinetic Viscosity
at 40 ◦ C

Kinetic Viscosity
at 100 ◦ C

Pour Point

ISO VG46

0.874 g/cm3

46.4 mm2 /s

6.8 mm2 /s

–12.5 ◦ C

2.2. Indentation Test
In the indentation test, a Vickers hardness tester was used to analyze the AE signal measured
when an indentation was artificially created on the bearing raceway. The AE sensor was installed
behind the bearing raceway. The AE measuring system had the same configuration as that shown in
Figure 3. The AE amplification factor was set to 90 dB, and noise was eliminated by using a 20 kHz
high-pass filter. Here, the indenter indentation load was 9.8 N or 98 N, and the holding time was 30 s.
The lubricating oil present between the indenter and the bearing raceway surface was the same as that
used during the fatigue test.
3. Results and Discussion
3.1. Changes near the Start of the Bearing Fatigue Test
Flaking of the thrust ball bearing shaft washer occurred approximately 306 h after the start of
the bearing fatigue test. Immediately thereafter, the test was interrupted, and the shaft washer was
replaced with a new one. The test was then restarted, and 383 h after the test began, that is, about 80 h
after the shaft washer had been replaced, flaking of the housing washer was confirmed. The bearing
fatigue test was ended when flaking on both the shaft washer and the housing washer was confirmed.
As the experiment required a long time, of the order of 400 h, only the experimental results
identified as noteworthy are described below. Figure 4 shows the changes in amplitude of the AE signal
(envelope detection waveform) and the vibration signal during the period from 6 to 10 h after the start
of the bearing fatigue test. During this initial stage, there were no significant changes in the amplitude
of either the AE signal or the vibration signal. Therefore, the lubrication conditions were ideal and
no damage occurred. Figure 5 shows a typical AE signal waveform detected during this time period,
together with the results of a frequency analysis. In the frequency analysis, a primary frequency peak
appeared below 0.1 MHz. Since such a periodic wave of low frequency without distortion, as shown
in Figure 5a, can be observed when a material surface is hit by hammering, it can be said that pure
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rolling contact and friction occurred between the surfaces. Throughout the experiments, as shown in
Figure 5b, only the frequency peak below 0.1 MHz was observed during the initial stages of the tests,
corresponding to the normal operating state.
Next, Figures 6 and 7 show the results recorded around 50 h after the start of the bearing fatigue
test. Although no significant changes were observed in the vibration measurements, the amplitude of
the AE signal showed a slight increase when compared with its initial value. This is considered to
be the result of a decrease in the viscosity and thickness of the oil film as its temperature increased,
and the consequent change in the contact state. This trend was observed several times during
the test. Both amplitudes of the AE signal and vibration signal were slightly larger than those in
Figure 4. It especially seems from Figure 6a that small burst-type AE signals were frequently detected.
Additionally, the AE signal waveform in Figure 7a was distorted compared with that in Figure 5a.
In the frequency analysis results shown in Figure 7, a primary peak appeared at a frequency below 0.1
MHz, similar to that seen in the experimental results shown in Figure 5b. Moreover, small peaks were
also observed at frequencies between 0.15 and 0.35 MHz.
Figure 8 shows micrographs of the raceway surface of the thrust ball bearing before the test and
after 50 h of testing. A track deformed by rolling friction with the balls could be observed on the
bearing raceway surface after 50 h of testing. Therefore, the large peak below a frequency of 0.1 MHz is
considered to be due to a pure rolling contact without damage (i.e., contact and plastic flow of surface
asperities during the running-in process of the bearing raceway surface). The small peaks observed at
frequencies between 0.15 and 0.35 MHz were considered to be due to the formation of microscopic
defects beneath the bearing raceway surface.

Figure 4. Changes in the AE signal and the vibrational acceleration up to 10 h from the start of the
rolling fatigue test: (a) AE envelope signal; (b) amplitude of vibration.

Figure 5. Typical AE signal waveform detected at about 8 h and its frequency spectrum: (a) AE signal
waveform; (b) frequency spectrum.
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Figure 6. Changes in the AE signal and the vibrational acceleration at about 50 h from the start of the
rolling fatigue test: (a) AE envelope signal; (b) amplitude of vibration.

Figure 7. Typical AE signal waveform detected at about 50 h and its frequency spectrum: (a) AE signal
waveform; (b) frequency spectrum.

Figure 8. Micrographs of the raceway surface of the bearing (shaft washer): (a) before the test; (b) after
50 h.

3.2. Changes When Flaking Occurred in the Shaft Washer
Figure 9 shows the changes in amplitudes of the AE signal and vibrations at about 150 h after
the start of the bearing fatigue test. The fluctuation in the amplitude of the AE signals appeared to be
smaller than that in the initial stages; this was caused by progression of plastic deformation on the
bearing raceway surface, as shown in Figure 4, because the fluctuation in the amplitude of the AE signals
was related to the surface roughness [10]. Large burst-type AE signals were detected infrequently
after about 152 h. However, no marked change in vibration occurred at this point. Figure 10 shows
a typical AE signal waveform obtained after 152 h, together with its frequency spectrum. From the
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results of this frequency analysis, it was confirmed that large peaks appear not only at frequencies
below 0.1 MHz, but also at about 0.3 MHz. It is likely that this peak at a frequency of around 0.3 MHz
was caused by crack initiation on the bearing raceway surface.
Figure 11 shows changes in the amplitudes of the AE signal and vibrations about 300 h after the
start of the bearing fatigue test. Although large burst-type AE signals were frequently detected after
about 299 h, the vibration signal still did not change markedly. Figure 12 shows a typical AE signal
waveform obtained after 300 h, together with its frequency spectrum. The results of this frequency
analysis confirmed that large peaks appeared at frequencies of about 0.15 to 0.4 MHz, which were not
present at the beginning of the test. Furthermore, the magnitudes of the peaks at about 0.15 to 0.4 MHz
were larger than those in Figure 10.
Approximately 306 h after the start of the test, upon detection of a large vibration, the machine’s
stopping device was activated and operation was stopped. Removal of the shaft washer and
examination of the raceway surface confirmed the presence of flaking on the surface of the bearing
raceway. Figure 13 shows the changes in amplitudes of the AE signal and vibration signal at about
this time. Large burst-type AE signals with an amplitude of more than 1.5 V were detected between
303 and 304 h and immediately before the stop, but a vibration signal was detected only immediately
before the stop. Figure 14 shows a typical AE signal waveform corresponding to a large burst-type
AE signal at around 303 h, together with its frequency spectrum. This frequency analysis confirmed
that peaks appeared not only at a frequency of around 0.1 MHz, but also at about 0.15 to 0.4 MHz.
Moreover, in a study on the detection of rolling fatigue of the coating film of a rolling bearing by using
the AE technique, the presence of a frequency component at around 0.35 MHz caused by fracture and
peeling of the surface coating has been previously confirmed [11].
Figure 15 shows micrographs of the bearing raceway surface before (at about 300 h) and after
(at about 306 h) the appearance of flaking on the shaft washer of the thrust ball bearing. The micrograph
of the raceway surface presented in Figure 15a showed no significant change compared with the
previous raceway surface, indicating that a satin-finished surface was formed over the entire friction
track. On the other hand, in Figure 15b, flaking can be observed to have occurred at the center of the
raceway surface.
Figure 16 shows the change in the frequencies of the AE signal waveforms at various times until
flaking occurred in the shaft washer. A frequency peak at around 0.1 MHz, generated due to pure
rolling contact, is apparent from the initial stages. The magnitude of frequency peaks at about 0.15 to
0.4 MHz gradually became large as the fatigue damage progressed. A shift in the primary frequency
to around 0.3 MHz occurred from 300 h. It is considered that a low frequency AE signal is effective
for the evaluation of the running-in process and a high frequency AE signal is effective for the early
detection of fatigue damage.

Figure 9. Changes in the AE signal and the vibrational acceleration about 150 h after the start of the
rolling fatigue test: (a) AE envelope signal; (b) amplitude of vibration.
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Figure 10. Typical AE signal waveform detected at around 152 h and its frequency spectrum: (a) AE
signal waveform; (b) frequency spectrum.

Figure 11. Changes in the AE signal and the vibrational acceleration about 300 h after the start of the
rolling fatigue test: (a) AE envelope signal; (b) amplitude of vibration.

Figure 12. Typical AE signal waveform detected at around 300 h and its frequency spectrum: (a) AE
signal waveform; (b) frequency spectrum.

Figure 13. Changes in the AE signal and the vibrational acceleration about 306 h after the start of the
rolling fatigue test: (a) AE envelope signal; (b) amplitude of vibration.
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Figure 14. Typical AE signal waveform detected at around 306 h and its frequency spectrum: (a) AE
signal waveform; (b) frequency spectrum.

Figure 15. Micrographs of the raceway surface of the bearing (shaft washer): (a) after 300 h; (b) after 306 h.

Figure 16. Change in the frequencies of the AE signal waveforms at various times until flaking occurred
in the shaft washer.

3.3. Changes When Flaking Occurred in the Housing Washer
When the shaft washer was confirmed to show flaking, it was replaced and the test was continued.
About 80 h later, vibration gradually started to increase until large-amplitude vibrations were detected
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and the stopping device of the bearing fatigue tester was activated, ending the test. When the housing
washer was removed and examined, flaking of the raceway surface was confirmed to have occurred.
Figure 17 shows the changes in amplitudes of the AE signal and the vibration signal immediately
before the bearing fatigue tester stopped. Large burst-type AE signals were detected shortly after 380 h,
but the amplitude of the vibration greatly increased at 383 h, immediately before stopping. Figure 18 shows
a typical AE signal waveform obtained just before the test stopped at 383 h, together with its frequency
spectrum. This frequency analysis confirmed that large peaks appeared at around 0.2 MHz.
Figure 19 shows micrographs of the housing washer of the thrust ball bearing. Flaking and consequent
peeling off the surface layer can be observed at the center of the friction track. Therefore, the peaks in the
frequency region of about 0.15 to 0.4 MHz were considered to be due to the occurrence of flaking.
Figure 20 shows the change in the frequencies of the AE signal waveforms at various times until
flaking occurred in the housing washer. As for when flaking occurred in the housing washer, the change
in the frequencies was basically the same as that in the shaft washer, as shown in Figure 16. However,
the magnitude of frequency peaked at about 0.3 MHz. A shift in the primary frequency, not to 0.3 MHz
but to around 0.2 MHz, occurred from 370 h, although a large frequency peak at about 0.3 MHz also
existed. Comparing the surface observations after flaking in Figures 15 and 19, the difference in the
high frequency peak may be related to the mode of crack initiation and its size. As discussed above,
with the bearing damage, high frequency peaks started to appear in the AE spectra. Since various
secondary AE events are generated during crack propagation [12], the frequency spectrum may be
complicated. Nevertheless, it is considered to be related to the nucleation of small defects whose
size is proportional to the frequency because the AE spectra are accurate against deformation and
fracture phenomena. In order to yield any findings about the frequency spectra, further experiments
and consideration will be needed to interpret the numerical data obtained from this study.

Figure 17. Changes in the AE signal and the vibrational acceleration about 383 h later from the start of
the rolling fatigue test: (a) AE envelope signal; (b) amplitude of vibration.

Figure 18. Typical AE signal waveform detected at around 383 h and its frequency spectrum: (a) AE
signal waveform; (b) frequency spectrum.
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Figure 19. Micrograph of the raceway surface of the bearing (housing washer) after the test.

Figure 20. Change in the frequencies of the AE signal waveforms at various times until flaking occurred
in the housing washer.

3.4. Confirmation of the Acoustic Emission (AE) Frequency by an Indentation Test
Figure 21 shows the frequency spectrum of the AE signal waveforms obtained from indentation
tests performed at two different applied loads. As shown in Figure 21a, when a low load was applied,
a primary peak appeared at a frequency below 0.1 MHz; however, as shown in Figure 21b, when a high
load was applied, in addition to the peak at a frequency below 0.1 MHz, another peak appeared at
around 0.2 MHz. In both cases, the peak at about 0.1 MHz was considered to be related to plastic flow
due to contact and friction between the indenter and the bearing race surface. This is similar to the
feature in the AE frequency observed in the initial stages (normal state) of the bearing-fatigue test,
as described in Section 3.1. This is because the collision (contact) and plastic flow of surface asperities
also occur in the running-in process. A peak with a similar frequency has been confirmed to occur
during sliding friction without wear [13,14]. In addition, microcracks might form at the corners of the
indentation under a high applied load, so the peaks in the 0.2 to 0.3 MHz frequency region can be
attributed to the generation and propagation of cracks in bearings. Similar features have been observed
in other fatigue tests [15].
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Figure 21. Frequency spectrum of the AE signal waveform detected in the indentation test: (a) at 9.8 N;
(b) at 98 N.

3.5. Early Detection and Identification of Fatigue Damage by Using the AE Technique
For the purposes of this study, it was considered that the fatigue process during the lifetime of
a bearing can be divided roughly into three stages: running-in of the bearing raceway surface, initiation
and propagation of cracks in the surface, and the occurrence of flaking. In the AE technique, each of
these three stages can be identified from changes in the amplitude and frequency spectrum of the AE
signals, whereas in the vibration technique, no significant change occurred until just before the end of
the lifetime of the bearing as a result of flaking. The AE technique is therefore a much more effective
method for the early detection of failure compared with conventional diagnostic techniques such as
vibration analysis.
As proposed in a previous study [16], the correlation map between the frequency spectra of AE
signals and deformation and fracture phenomena (friction and wear modes) provides a very powerful
tool for identifying and evaluating complex tribological phenomena. Consequently, the correlation
map was updated to include the results of the present study, as shown in Figure 22. Here, the amplitude
of the AE signal shown on the vertical axis is not an absolute value because many factors such as the AE
measuring system and measurement conditions affect the sensitivity of detection. However, the trends
in the frequency spectrum of the AE signal waveform are markedly dependent on the deformation
and fracture phenomena rather than on the experimental conditions, because the velocity and scale
of the phenomena chiefly decide the shape of the AE waveform (i.e., the feature of the frequency
spectrum) [17,18]. Although the position of a peak in the frequency spectrum of the AE signals was
slightly shifted, similar trends in the frequency spectrum to those observed in this study have been
confirmed in an experimental study using a deep-groove ball bearing [19].
It follows from the above that fatigue damage in rolling bearings can be evaluated and identified
from the AE signal component that corresponds to each deformation and fracture phenomenon.
With regard to the early detection of fatigue damage by using the AE technique, it is possible to detect
the occurrence of fatigue damage in a bearing raceway surface from measurements of the AE signal
component between 0.15 to 0.4 MHz. Additionally, it might be possible to evaluate the running-in
process of a bearing raceway surface by measuring the AE signal component below 0.1 MHz. Moreover,
since the oil film thickness and the reaction film formation by additives can be identified using the AE
technique [20,21], the lubrication performance of lubricants for the fatigue damage could be evaluated
from the frequency component of the AE signals, its magnitude, and the detection time.
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Figure 22. Correlation map between the frequency spectra of AE signals and deformation and fracture
phenomena (friction and wear modes).

4. Conclusions
In this study, the early detection of the fatigue damage of thrust ball bearings by using the AE
technique was examined through the frequency analysis of AE signal waveforms recorded during
a fatigue test and an indentation test. The results obtained are as follows.
(1)
(2)

(3)

(4)

(5)

Both the amplitude and the frequency spectrum of the AE signal waveform changed in response
to damage at the surface of the bearing raceway during the bearing fatigue test.
In the frequency spectrum of the AE signal waveforms recorded during the initial stages of the
bearing fatigue test, a primary peak appeared at a frequency of 0.1 MHz or less; this was caused by
collisions (contact) and plastic flow of surface asperities in the running-in process of the bearing
raceway surface.
A burst-type AE signal was detected when a crack formed inside the bearing sometime after
the start of the bearing fatigue test. The frequency component of this AE signal showed peaks
between 0.15 and 0.4 MHz.
A sudden rise in the AE signal amplitude was observed when a crack propagated or expanded
inside the bearing, but the vibration technique did not capture these changes. The AE technique
is therefore a powerful tool for the early detection and identification of fatigue processes.
In the indentation test, in which surface damage was artificially induced on the bearing raceway
surface, it was confirmed that on applying a low load, a frequency peak associated with plastic
flow appeared below 0.1 MHz and that on applying a high load, a frequency peak associated
with crack initiation appeared at around 0.2 MHz.
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