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Abstract: Calcium silicate-based cement has garnered huge interest in recent years, due to its
versatility and potential in mass fabrication of a variety of bioceramics. For this study, the main
objective was to fabricate functionalized calcium silicate (CS) powder integrated with a simple
bio-inspired surface modification using polydopamine (PDA), to regulate cellular behaviors such as
cellular adhesion, and subsequently cell differentiation and proliferation. For this study, scanning
electron microscopy (SEM) and X-ray photoelectron spectroscopy (XPS) techniques were used to
analyze the chemical compositions and observe the surface characteristics of our PDA coated CS
cements. Such modifications were found to enhance Wharton Jelly’s mesenchymal stem cells (WJMSC)
in various ways. Firstly, PDA-coated CS cements were found to significantly enhance cell adhesion
with higher expressions of cell adhesion markers, such as focal adhesion kinase and integrins.
This was further supported by morphology analysis of the cells. This enhanced cell adhesion,
in turn, led to significantly higher secretion of extracellular matrix (ECM) proteins, such as collagen
I and fibronectin, which directly promoted cell attachments and proliferation. In our osteogenesis
assays, it was found that secretion and expression of osteogenesis related genes and proteins were
significantly higher and were dependent on the PDA content. Therefore, these results demonstrated
that such simple bio-inspired modification techniques of synthetic degradable CS cements can be
applied as a future modification, to modify and convert inert surfaces of synthetic bone grafts
to enhance and modulate the cell behaviors of WJMSCs. This in turn can be used as a potential
alternative for further bioengineering research.
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1. Introduction
Archaeological discoveries suggested that ancient people knew how to harness the bones
and teeth of animals or human corpses, to substitute or replace damaged parts of our bones and
teeth [1]. Contemporary medical osteotomy, together with the concept of artificial and biocompatible
implantations, had since emerged and evolved to become the tissue engineering that we know today.
Mineral trioxide aggregates, otherwise known as bone cements, are widely used and applied in bone
tissue engineering. Ordinary bone cements have great potential for skeletal tissue reconstruction
and production of calcified tissue by stimulating cell proliferation [2]. Amongst the numerous bone
cements, the remarkable β-tricalcium phosphate is the most commonly used biomaterial in orthopaedic
surgery as a bone graft. This is partly due to the high biocompatibility property that it possesses.
However, limitations such as poor biodegradation and osteo-stimulation, have severely limited its
complete application in orthopaedic surgery [3]. Thus, scientists intend to explore comprehensive
bioactive cements for hard tissue substitution, and one alternative approach is to fabricate composite
bone cements. Composites of tricalcium phosphate were formed to compensate for the biodegradability
and osteoinductive shortfalls of bone cements.
Therefore, bone tissue engineering is viewed as an alternative and novel strategy to solve issues
faced in current bone regeneration research. From the numerous materials available in bone tissue
engineering, bone cements are known as a widely used material. Studies have shown that bone
cements have excellent bioactivity, which allows a thin apatite layer to be formed rapidly when
in contact with simulated body fluid or post-implantation, and evidences have shown that this
apatite layer is responsible for the good osteoinduction properties and cell-material adhesion of bone
cements [4]. Therefore, bone cements are regarded as one of the most promising candidates in current
bone bio-engineering research. Not only do calcium silicate (CS) cements have good bio-activities,
but studies have shown that CS cements also have high binding affinities to both live tissues and
bones [5]. Much attention has been placed on CS bioactive cements, as compared to calcium phosphate
derivatives, due to its versatility. Previous studies have reported that calcium silicate bioactive
cements were able to enhance osteogenic and odontogenic differentiation of many different types of
stem cells [6–8]. There is a requirement for such materials to have a rapid setting time, to prevent
inflammation and displacement during the restoration procedure, especially if these materials were to
be used and applied in dental surgical procedures [9]. The control of setting time is mainly dependent
on the apatite precipitation and mineralization of well-defined biocomposites. Up till now, all attempts
to prepare biocomposites with calcium silicate bioactive cements for clinical applications were not
very successful, as it is very difficult to achieve sufficient physiological tolerance, biocompatibility,
efficient handling properties, and long-term stability, which are of a certain standard for bones and
teeth replacement. Such implants were usually unsuccessful in the long run, due to post-surgical
infections or toxicity of materials used. However, CS cements are able to release Si ions, which have the
ability to influence cellular behaviors of many different cell types [10,11]. These Si ions were found to
enhance apatite formation, which greatly enhances the capability of tissue regeneration. A recent study
has shown that Si ions inhibited the osteoclastogenic activities of macrophages by directly decreasing
the activity of RANKL-enhanced tartrate-resistant acid phosphatase, thereby restricting activation by
limiting the NF-κB pathway [12]. Si has also been found to play a part in active calcification of human
bone development. In summary, CS cements were found to be able to reduce inflammation, and at the
same time enhance osteogenic differentiation of osteoblast and mesenchymal stem cells, thus making
CS cements a potential candidate for bone regeneration studies [13,14].
Numerous types of materials including collagen, gelatin, hydroxyapatite, polylactide, and
polycaprolactone, were previously used to synthesize composites. A recent novel strategy to enhance
the physiological properties of calcium phosphate biocomposites, involves the admixing of biological
molecular dopamine (DA) and polydopamine (PDA) into the formulation [15]. This bio-inspired idea is
derived from the adhesive strategy of mussels on various hydrophobic or hydrophilic surfaces, which is
basically a thin ad-layer film formed by the weak base-triggered oxidation of PDA and polymerization
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of DA. This novel approach became a new methodology to functionalize a biocompatible substrate
via simple chemical processes. It can be used as a simple method to modify characteristics of surfaces,
which enhances not only the covalent immobilization of substrates, but it has also been reported to enhance
osteogenic differentiation of stem cells [16]. Xu’s study showed that self-assembled biocomposites of
Ca-P/PDA nanolayers were able to solve problems of bio-inert scaffolds by improving levels of
bioactivity, for application in bone regeneration studies [17]. Furthermore, 3D printed poly(lactic acid)
scaffolds were successfully coated with PDA, and were shown to be more functionalized by exhibiting
significantly higher cell adhesion and cell proliferation [18].
In our study, we fabricated biocomposites composing of calcium silicate bioactive cements
and PDA, to attempt to improve the physiological properties of scaffolds. The bioactivity and
biocompatibility of our biocomposites were systematically elucidated by analyzing the adhesion
of stem cells, and subsequently its levels of differentiation and growth. Modifying the structural
characteristics of biocomposites with a PDA ad-layer would likely be beneficial in improving
in vivo cellular bioactivity. In addition, this study aimed to investigate the crystalline structure
of biocomposites, based on comparison with the mineral phase of bones and teeth. Various analyses
using scanning electron microscopy (SEM), wide angle X-ray diffraction, mechanical testing, and laser
scanning confocal microscopy, were applied in this study. As mentioned earlier, such a biocomposites
approach may be the way forward for future bone tissue engineering and grafts replacement.
2. Materials and Methods
2.1. Preparation of PDA-Coated CS
Calcium oxide (CaO), Silicon dioxide (SiO2 ), Aluminum oxide (Al2 O3 ), and Zinc oxide (ZnO) of
reagent grades were purchased from Sigma-Aldrich (St. Louis, MO, USA) and mixed together to a ratio
of 65%, 25%, 5%, and 5%, respectively, in terms of weight percentages. This CS with oxide mixture
was then heated to a temperature of 1400 ◦ C, and subsequently sintered for 2 h. After which, the end
product was ground into a fine CS powder form. Subsequent preparations of PDA-coated CS powder
were done using a simple one step immersion technique. For preparation of different concentrations
of PDA-coated CS powder, different groups of powder were immersed at 1, 2, and 4 mg/mL in
a 10 mM Tris of dopamine (Sigma-Aldrich, St. Louis, MO, USA) calibrated at pH 8.5, at room
temperature overnight. The different group codes used in this study, were namely the “DA0”, “DA1”,
“DA2”, and “DA4” groups, represented the different concentrations of PDA coating, ranging from 0
to 4 mg/mL. Subsequently, the solution was filtered and collected residue was washed thrice with
absolute alcohol, before being dried at 90 ◦ C and dehydrated in an oven (Deng Yng, Taipei, Taiwan)
for 12 h. For preparation of PDA-coated CS cements, the dried powder was mixed and dissolved in
distilled water at a liquid/powder ratio of 0.3. The paste was then placed into a Teflon mold of 6 mm
diameter and 3 mm height, and further set to shape by placing the specimen in an incubator with 100%
relative humidity, at 37 ◦ C for 24 h.
2.2. Setting Time and Injectability
The setting times of various PDA-coated CS cements were analyzed according to standards set by
the International Standards Organization (ISO) 9917-1. The powder was mixed with distilled water and
put into a Teflon cylindrical mold at 37 ◦ C with 100% relative humidity for hydration. Then, the final
setting time was considered if the Gilmore needle failed to make a notch with a depth more than 1 mm
in six different areas. In addition, the injectability of PDA-coated CS composites were evaluated by the
ratio of weighting composites, prior and post injection [19]. Then 4.0 g of pre-mixed paste was loaded
into a 6 mL syringe with the 12 G needle by hand press, suggesting that it possessed an even slightly
lower bias than an injection of press machine with a preset load. The un-setting PDA-coated CS cement
was extruded from the needle, until it was unable to be injected after being incubated at 37 ◦ C in
100% relative humidity at various time-points. The weight of the paste injected through the syringe was
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measured immediately. The injectability was considered as: I = (m injected/m initial) × 100%, where I
is the injectability, and m injected and m initial, are the weights of the materials injected through the
syringe and the materials initially contained in the syringe. These results were the average of six
specimens performed for each group.
2.3. Physicochemical Properties
For this study, the water contact angle for each sample was taken and measured at room
temperature. Firstly, the set-materials were placed on top of the platform, and 50 µL Dulbecco’s
Modified Eagle Medium (DMEM) was pipetted onto the top of the specimens. After 30 s, close up
images of the specimens were taken with a camera and further analyzed using ImageJ from the
National Institutes of Health, to measure for the water contact angle of each specimen. For this study,
electron spectroscopy (ESCA, PHI 5000 VersaProbe, ULVAC-PHI, Kanagawa, Japan) was used to
analyze the chemical components and elemental compositions of the various groups of PDA-coated
CS cements, and results of this analysis was presented as atomic percentages. In addition, an X-ray
diffractometer (XRD; Bruker D8 SSS, Karlsruhe, Germany) was used to analyze the phase compositions
of the various groups of PDA-coated CS cements, and the parameters of this test were set at 30 kV
and 30 mA with a scanning speed of 1◦ /min. Lastly, field emission scanning electron microscopy
(FESEM; JEOL JSM-7401F, Tokyo, Japan) was used to observe the morphology and characteristics
of the specimens’ surfaces, and the parameters for this test were set in the lower secondary electron
image (LEI) mode, at a 3-kV acceleration voltage.
2.4. Immersion Behavior
To observe for the various behaviors of specimens after immersion, all specimens were immersed
in DMEM solutions at 37 ◦ C, for different time durations. When placed under static immersion,
the samples exhibited no observable changes. After 3 and 24 h of immersion in a shaker water bath,
the specimens were removed and a scanning electron microscope (SEM; JSM-6700F, JEOL, Tokyo,
Japan) was used to observe the microstructures of the specimens, and the parameters for this test were
set in the lower secondary electron image (LEI) mode, at a 3-kV acceleration voltage. In addition,
an EZ-Test machine (Shimadzu, Kyoto, Japan) was used to test for the diametral tensile strength of the
specimens, and this test was done at a loading rate of 1 mm/min. The load deflection curves were
used to record the loading weight of the specimens, and the maximal loading weight was obtained
from the curves. For this study, each of the eight specimens underwent load bearing tests at various
time points.
2.5. Cell Adhesion and Proliferation
Prior to the in vitro study, all specimens underwent sterilization by being immersed in 75% EtOH,
and subsequently exposed to ultraviolet light for 20 min. The cells used in this study, namely the
Wharton’s Jelly mesenchymal stem cells (WJMSC), were from the Bioresource Collection and Research
Center (BCRC, Hsin-Chu, Taiwan), and were grown to passage 4 through 7 in mesenchymal stem cell
medium (Sciencell). Following which, the cells were removed and cultured directly onto the cement
specimen at a cell density of 105 cells per specimen in a 48 cultured-well and incubated with DMEM in
an incubator at 37 ◦ C and 5% CO2 atmosphere, for various time durations. PrestoBlue® (Invitrogen,
Grand Island, NY, USA) was used to evaluate cell viability following the manufacturer’s instructions.
Briefly, the specimens were washed with cold phosphate buffered saline (PBS) thrice, prior to removal
of DMEM. After which, each well was filled with the PrestoBlue® /DMEM mixed reagent (ratio of
1:9), and incubated at 37 ◦ C for 90 min. Subsequently, the incubated reagent from each specimen was
transferred to a new 96 well plate, and a Tecan Infinite 200® PRO microplate reader (Tecan, Männedorf,
Switzerland) was used to measure the absorbance of the reagent with the wavelength determined at
570 nm, with a reference wavelength of 600 nm. For this study, neat WJMSCs cultured on a plate were
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used as the control group (Ctl). The results were obtained in triplicate from three separate experiments
and averaged.
2.6. Cell Morphology
After culturing for 3 h and 24 h, the medium was removed, and the specimens were washed
thrice with cold PBS, before fixation with 4% paraformaldehyde for 20 min, and subsequently
permeabilized with 1% Triton X-100 for 20 min. After which, the cells were stained with a red
F-actin AlexaFluor-594-conjugated phalloidin stain for 60 min, and a green nucleus DAPI stain
(40 ,6-diamidino-2-phenylindole, dilactate) for 20 min. The above procedures were done at room
temperature. Then, the specimens were washed thrice with PBS, and imaged using a Leica TCS SP8 X
white light laser confocal microscope (Leica Microsystems GmbH, Wetzlar, Germany).
2.7. Ion Released and ECM Secretion
After culturing for 3, 6, and 12 h, the incubated medium were extracted and an inductively
coupled plasma-atomic emission spectrometer (ICP-AES; Perkin-Elmer OPT 1MA 3000DV, Shelton, CT,
USA) was used to analyze the concentrations of Ca, Si, and P ions released by the various specimens.
In addition, collagen I (Col I) and fibronectin (FN) proteins secreted by the WJMSCs cultured on
different specimens were also analyzed using a Col I and FN enzyme-linked immunosorbent assay kit
(Invitrogen, Carlsbad, CA, USA), and following the manufacturer’s instructions. A standard curve was
used to obtain the various concentrations of Col I and FN, and blank cartridges were used as a control
for this study. The results were obtained in triplicate from three separate experiments and averaged.
2.8. Cell Adhesion-Related Protein
After culturing for 3 h, the cells were lysed using NP40 buffer (ThermoFisher, MA, USA),
and a BCA protein assay kit was used to obtain the total protein concentrations from the cell
lysates. Next, the cell lysates of 35 µg protein/sample were segregated using sodium dodecyl
sulfate- polyacrylamide-polyacrylamide gel electrophoresis (SDS-PAGE), and transferred to a Poly
(vinylidene fluoride) membrane (Milipore, Billerica, MA, USA), before further immunoblotting
procedures. After which, the transferred proteins were fixated using 2% BSA in TBST for 1 h,
before immunoblotting for 2 h with the following antibodies: Primary anti-integrin β1, β-actin
(GeneTex, San Antonio, TX, USA), anti-focal adhesion kinase (FAK), and anti-phospho-FAK (p-FAK).
Subsequently, the membrane was incubated with horseradish peroxidase (HRP)-conjugated secondary
antibodies (ECL detection kit, Invitrogen, Carlsbad, CA, USA) for 1 h, to allow visualization of protein
bands using chemiluminescence. The expression levels of the various proteins were normalized to
β-actin, for further quantification analysis.
2.9. Osteogenesis-Related Genes and Protein Assay
After culturing for 7 and 14 days, the following osteogenesis related genes expressed by WJMSCs
were analyzed: Runx2, ALP (alkaline phosphatase), Col I, and osteocalcin (OC). Firstly, TRIzol reagent
(Invitrogen, Carlsbad, CA, USA) was used to extract RNA from the various specimens and further
analyzed using RT-qPCR. After which, a complementary DNA (cDNA) Synthesis Kit (GeneDireX,
Taipei, Taiwan) was used to synthesize cDNA from 500 ng of Total RNA, which were extracted from
the above procedure. This was done according to the manufacturer’s instructions, and RT-qPCR
primers (Table 1) were selected based on cDNA sequences obtained from the NCBI Sequence Database.
For detection, we used SYBR Green qPCR Master Mix (Invitrogen, Carlsbad, CA, USA), and the ABI
Step One Plus real-time PCR system (Applied Biosystems, Foster City, CA, USA) was used for target
mRNA expressions analysis.
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Table 1. The primer sequences used for the RT-qPCR analysis.
Gene

Forward Primer

Reverse Primer

Runx2
ALP
Col I
OC
GAPDH

50 -TCAGGCATGTCCCTCGGTAT-30

50 -TGGCAGGTAGGTATGGTAGTGG-30

50 -TCAGAAGCTAACACCAACG-30
50 -CTGCCCAGAAGAATATGTATCACC-30
50 -GCGCTCTGTCTCTCTCTGACCT-30
50 -CTCACTCAAGATTGTCAGCA-30

50 -TTGTACGTCTTGGAGAGGGC-30
50 -GAAGCAAAGTTTCCTCCAAGACC-30
50 -TTTGTAGGCGGTCTTCAAGC-30
50 -GTCATCATACTTGGCAGGTT-30

Concurrently, after culturing for 7 and 14 days, the level of alkaline phosphatase (ALP) activity
was analyzed using the follow procedures. Firstly, the cells were lysed using 0.2% NP-40, washed thrice
with PBS, and then centrifugation was done for 10 min at 2000 rpm. Using p-nitrophenyl phosphate
(pNPP, Sigma, St. Louis, MO, USA) as the substrate, ALP levels were determined by first mixing each
specimen with pNPP and 1 M diethanolamine buffer for 15 min, followed by terminating of the reaction
with 5 N NaOH, and quantification by measuring for absorbances at 405 nm. Lastly, OC protein
concentration was obtained using the OC enzyme-linked immunosorbent assay kit (Invitrogen,
Carlsbad, CA, USA) by following the manufacturer’s instructions. A standard curve was used to
obtain the concentration of OC, and blank cartridges were used as control for this study. All the results
from the above studies were obtained in triplicate from three separate experiments and averaged.
2.10. Statistical Analysis
The one-way analysis of variance statistical analysis was used to evaluate for significant
differences between the data means. For each specimen, Scheffe’s multiple comparison test was
used to determine the significance of the deviations, and for this study, all results were considered as
significantly different if the data had a p value < 0.05.
3. Results and Discussion
3.1. Characterization of PDA-Coated CS
The XPS spectrum of various PDA-coated CS cement is shown in Figure 1. It shows the Ca2p
(Figure 1A), Si2p (Figure 1B), Al2p (Figure 1C), C1s (Figure 1D), and N2p (Figure 1E) spectra.
There were distinct differences between the composition characteristics of the CS cement, with and
without PDA coating (Figure 2F). There was a notable significant increment in the following
compounds: Aluminum, carbon, and nitrogen; and notable significant decrement in calcium and
silicon. Consistent with reports made by others regarding PDA coated materials, it was observed
that the increment of DA coating concentration from 0 mg/mL to 4 mg/mL, led to a decrement of Ca
content (29.46 to 21.44%) and increment of C1s (54.37 to 64.66%) and N1s (0 to 5.74%) [18,20]. After the
coating process, the C and N contents were much greater than those of pure CS powder, which meant
PDA deposition was successful on the powder surface.
As indicated by the XRD results in Figure 2, each specimen shows a primary diffraction peak
at 2θ = 29.4◦ , which correlates to calcium silicate converging with calcite (CaCO3 ). As proven by
the secondary diffraction peak 2θ value situated around 32◦ and 34◦ , the formation of the first
primary diffraction peak was due to the incomplete reaction of the inorganic initiator β-dicalcium
silicate (β-Ca2 SiO4 ) [21]. The ad-mixing of PDA in the calcium silicate bioactive cements, facilitated
the newly designed biocomposites. A fast setting time modulation was realized by the amount of
PDA accidentally. The setting time of DA0, DA1, DA2, and DA4 was 17.5 min, 17.9 min, 21.0 min,
and 24.7 min, respectively.

Aluminum, carbon, and nitrogen; and notable significant decrement in calcium and silicon.
Consistent with reports made by others regarding PDA coated materials, it was observed that the
increment of DA coating concentration from 0 mg/mL to 4 mg/mL, led to a decrement of Ca content
(29.46% to 21.44%) and increment of C1s (54.37% to 64.66%) and N1s (0% to 5.74%) [18,20]. After the
coating process, the C and N contents were much greater than those of pure CS powder, which meant
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3.2. Morphology and Strength of the Cements after Immersion in DMEM
Figure 4 showed our pre and post DMEM immersed PDA-coated CS cements SEM micrographs,
after 3 and 24 h. The morphological variants before and after the immersion in DMEM for 3 h and
1 day, could be observed. Calcium silicate bioactive cement displayed a looser and rougher surface,
in contrast to others having DA addition. DMEM immersion caused precipitation of spherical apatite
aggregates in groups with DA coating. This precipitation could be seen from the SEM micrograph
images of the specimen’s surfaces after 3 h of immersion. For the morphological changes due to
the elevated DA concentration, a more compressed and smoother surface was expected as a result
of the adhesion nature of biomimetic mussel molecules. Similarly, Ryu et al. [22] indicated that
immersion of PDA coated biocomposites in DMEM allowed induction of apatite formation on surfaces
of biocomposites, regardless of their size and structure. The identification of apatite was addressed
in the previous section. The size of the spherical granules is proportional to the DA concentration
on the surface of the biocomposites. After the biocomposites were immersed in DMEM for 24 h,
the bioactive spherical granules were all covered on the biocomposites surfaces, in contrast to the CS
cement. These spherical granules apatite crystals were found on the surface of DA2 and DA4 after
immersion for 3 h, which was quite different from DA0 and DA2. From our results, there were a
higher amount of Ca and P ions chelated on the surfaces of DA4 specimens, as compared to DA0
specimens. From this, we deduced that such chelation increased the quantities of nucleation sites and
ionic resources that catered for the higher amount of apatite formation, after immersion in physical
solution [17]. In summary, such Ca and P ions chelated PDA coatings were most likely responsible
for the increased mineralization on the surfaces of biocomposites. In another study conducted by
Wu et al. [23], they showed the mechanism of PDA formation on a β-TCP bioceramic surface, and it
was reported that Ca and P ions released from PDA/β-TCP were deposited onto the surface of the
material to form a PDA nanolayer/CPC, through the interactions between functional groups of PDA
and its ionic products. Therefore, it is reasonable to assume that CS powder was not the only substrate
that provided binding surfaces for formation of a PDA nano-layer, and that dissolved Ca, Si ions,
and catechol species also played a part in reacting with DA/PDA to form various forms of aggregates,
which were dependent on the amount of DA concentration [24].
Figure 5 indicated the data for our diametral tensile strength tests of our PDA-coated CS cement,
after soaking in DMEM. The Diametral tensile strength (DTS) of DA4 showed a significant increase
of 13.6% (p < 0.05), compared to DA0. As we know, the mechanical strength of the ceramic-based
composite strongly depends on the interfacial bonding between powder and powder [25]. As DA4
had a significantly higher ratio of oxygen functional groups present on its surfaces, it was therefore
previously suggested that the presence of higher quantities of covalent bonds on its surfaces contributed
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Figure 4. SEM micrographs of different PDA-coated CS cements before and after soaking in DMEM.
The scale bar is 2 µ m.

Figure 5 indicated the data for our diametral tensile strength tests of our PDA-coated CS cement,
after soaking in DMEM. The Diametral tensile strength (DTS) of DA4 showed a significant increase
of 13.6% (p < 0.05), compared to DA0. As we know, the mechanical strength of the ceramic-based
composite strongly depends on the interfacial bonding between powder and powder [25]. As DA4
had a significantly higher ratio of oxygen functional groups present on its surfaces, it was therefore
previously suggested that the presence of higher quantities of covalent bonds on its surfaces
contributed to the greater tensile strength of the biocomposites [26]. In addition, increased
noncovalent bonds, such as hydrogen bonds and Van der Waals interactions etc., further contributed
to the tensile strength of the CS cements after hydration [27]. After immersion for 28 days, the DTS
of DA2 (5.30 ± 0.31 MPa) and DA4 (5.77 ± 0.36 MPa) was significantly higher than DA0 (4.54 ± 0.29
MPa). Nevertheless, it was further deduced that the concentration of DA coating was directly
proportional to the mechanical strength of the biocomposites [27]. It was shown from our study that
increasing
DAmicrographs
concentration
4 mg/mL,
greatly increased
the before
overalland
mechanical
strength
of our
Figure
4. SEM
ofto
different
PDA-coated
CS cements
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in DMEM.
final
product.
The scale bar is 2 µm.
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Figure
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<
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in DMEM. “*” indicates a significant difference (p < 0.05) compared to DA0.

3.3. Cell Adhesion
Degree of cellular adhesion was used as a determinant factor in predicting subsequent levels of
cellular proliferation and differentiation, with the latter being important factors for determining the
amount of tissue growth. Cellular adhesion on the various cements were measured using PrestoBlue
assays (Figure 6A). As seen in Figure 6A, throughout the various time culture points, absorbances of
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3.3. Cell Adhesion
Degree of cellular adhesion was used as a determinant factor in predicting subsequent levels of
cellular proliferation and differentiation, with the latter being important factors for determining the
amount of tissue growth. Cellular adhesion on the various cements were measured using PrestoBlue
assays (Figure 6A). As seen in Figure 6A, throughout the various time culture points, absorbances of
both DA2 and DA4 were significantly higher than that of Ctl, DA0, and DA1 (p < 0.05). There were
no notable differences between DA0 and DA1. The absorbances increased exponentially with the
amount of PDA coating, with Ctl having approximately 22%, and DA2 and DA4 having 37% and
42%, respectively, after 12 h of culture. F-actin stains and DAPI immunofluorescence images were
used to visualize and observe cell morphology after adhesion and spreading. As seen in Figure 6B,
after 12 h of culture, the WJMSCs cultured on DA4 scaffolds exhibited a flattened and elongated
morphology, as compared to DA0. In addition, the F-action stains showed cell membrane protrusions
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environment and promoted the nucleation behavior of the apatite [28–30]. On the other hand, Si ion
concentration increased for all groups at all time points. It was further suggested that the secretion of
Si from silicate-based materials may play a part in positively influencing cellular activities by means
of stimulating production of collagen from cells, which in turn would positively up-regulate growth
and differentiation of cells [31]. In addition, appropriate Si ion release of <2 mM may also aid in

adhesion and spreading. Our protein secretion profile was consistent, in conjunction with the cellular
adhesion and attachment profile shown above. The higher expression of Col I and FN observed on
the PDA coated CS scaffolds, indicated that PDA surface modification had the ability to enhance
WJMSC attachment and adhesion. In addition, from our previous studies, we proved that hydrolysis
was present when CS-based materials were soaked in solutions, and that Si ions further underwent
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dissolution during incubation [36]. Similarly to the point mentioned above, it was reported by others
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Figure 7. (A) Ca; (B) Si; and (C) P ions concentration released from PDA-coated CS cement after cell
Figure 7. (A) Ca; (B) Si; and (C) P ions concentration released from PDA-coated CS cement after cell
seeded for different times; (D) Col I and (E) FN secreted from the WJMSC after culture for 12 h.
seeded for different times; (D) Col I and (E) FN secreted from the WJMSC after culture for 12 h.

In addition, Col I and FN, which were otherwise known as components of the extracellular
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WJMSCs planted on DA4 scaffolds exhibited significantly higher Col I and FN secretion, compared to
the rest. It is worthy to note that these ECMs are secreted only after initial cellular adhesion and
spreading. Our protein secretion profile was consistent, in conjunction with the cellular adhesion and
attachment profile shown above. The higher expression of Col I and FN observed on the PDA coated
CS scaffolds, indicated that PDA surface modification had the ability to enhance WJMSC attachment
and adhesion. In addition, from our previous studies, we proved that hydrolysis was present when
CS-based materials were soaked in solutions, and that Si ions further underwent dissolution during
incubation [36]. Similarly to the point mentioned above, it was reported by others that the presence of
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Si ions positively up-regulated cellular behaviors [32]. In addition, Valerio et al. [37] reported that a
minimal amount of <2 mM of Si ions from bioglass was able to influence stem cell proliferation and
increase ECM production, when compared to the control groups. Following initial cell adhesion on
the substrate, WJMSC will stimulate Si ion and secrete ECM components, such as cellular Col I or FN,
which adsorbed on PDA-coated CS cement to affect cell behavior [38]. The PDA nanolayer has the
ability to be a bridge for covalent immobilization of growth factors and proteins [39]. In summary,
the presence of different types and amounts of ECM protein coated on the surfaces of biocomposites,
were able to bring about different observed changes in various cellular behaviors [40].
3.5. Cell Adhered-Related Protein
The effect of cell adhesion may be directly related to the improvement of surface hydrophilicity [41]
and functional groups, such as OH− and NH2 − [42]. After seeding for 12 h, the levels of pFAK, FAK,
and integrin β1 expression in WJMSCs were examined using western blot (Figure 8). pFAK and
integrin β1 expression were significantly higher in DA4 and DA2, than in DA0 (p < 0.05). There was
an increase of approximately 200% for pFAK expression in cells cultured on DA4, compared to
Materials
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homogenously on the surface of biocomposites and had the highest degree of spreading, compared
to neat calcium silicate bioactive cement. After culture for 1 day, DA4 exhibited the most cell numbers,
which was 1.70- and 1.56-times as large as DA0 and DA1, respectively. Interestingly, there were no
significant differences (p > 0.05) of absorbances ratios (From 3-day to 1-day) between DA0, DA1, DA2,
and DA4. We are still unsure of the exact mechanism behind the influences that PDA mediation has
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on the surface of biocomposites and had the highest degree of spreading, compared to neat calcium
silicate bioactive cement. After culture for 1 day, DA4 exhibited the most cell numbers, which was
1.70- and 1.56-times as large as DA0 and DA1, respectively. Interestingly, there were no significant
differences (p > 0.05) of absorbances ratios (From 3-day to 1-day) between DA0, DA1, DA2, and DA4.
We are still unsure of the exact mechanism behind the influences that PDA mediation has on cells.
However, it is widely accepted that the surface of hydrophobic materials can be positively modified
by depositing a nano-layer of hydrophilic PDA onto the surface. By doing so, we are able to modify
the values of critical surface tension to an acceptable range, which can positively enhance biological
adhesion or cells through biological methods, such as development of cellular cytoskeleton [46].
From our Prestoblue® assay and cytoskeleton results, it was observed that PDA coating significantly
up-regulates WJMSCs proliferation. Even though we are still unsure of the exact mechanism behind this
explanation, it can be hypothesized that the ions dissolved and released from our PDA-coated cements
were able to positively modulate cell behaviors through the synergistic combinations between the
functional groups present in PDA, and the presence of ionic components on the coating surfaces [47,48].
Moreover, we believed that some WJMSC had begun to enter the stage of osteogenesis differentiation,
so
the growth
ofPEER
the cells
would gradually slow.
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Figure 9. (A) PrestoBlue and (B) F-actin staining of WJMSC cultured with various specimens for different
Figure 9. (A) PrestoBlue and (B) F-actin staining of WJMSC cultured with various specimens for
time points. “*” indicates a significant difference (p < 0.05) compared to DA0. The scale bar = 100 µm.
different time points. “*” indicates a significant difference (p < 0.05) compared to DA0. The scale bar
= 100 µ m. Differentiation
3.7. Osteogenic
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related factors were often measured to further determine if there was successful
3.7. Osteogenic
Differentiation
bone formation. In our study, the levels of osteogenesis related genes (Runx2, ALP, Col I, and OC) and
Osteogenesis related factors were often measured to further determine if there was successful
osteogenesis related proteins (Col I and OC) were employed as biomarkers, to investigate the levels
bone formation. In our study, the levels of osteogenesis related genes (Runx2, ALP, Col I, and OC)
of cellular differentiation induced by our PDA-coated CS scaffolds (Figure 10). RT-PCR and ELISA
and osteogenesis related proteins (Col I and OC) were employed as biomarkers, to investigate the
were used to investigate gene expression and protein expressions, respectively. Cells were cultured in
levels of cellular differentiation induced by our PDA-coated CS scaffolds (Figure 10). RT-PCR and
medium supplemented with osteogenic factors for 7 and 14 days, prior to conduct of tests. It is worthy
ELISA were used to investigate gene expression and protein expressions, respectively. Cells were
to note that Runx2, Col I, and ALP were mostly used as an early indicator of osteoblastic lineage, and to
cultured in medium supplemented with osteogenic factors for 7 and 14 days, prior to conduct of tests.
study the effects of PDA coating on osteoblast differentiation. Runx2 was reported to be responsible for
It is worthy to note that Runx2, Col I, and ALP were mostly used as an early indicator of osteoblastic
the induction of mesenchymal stem cells differentiation into osteoblasts, as well as activating several
lineage, and to study the effects of PDA coating on osteoblast differentiation. Runx2 was reported to
downstream proteins for maintenance of osteoblast differentiation. On the other hand, ALP was well
be responsible for the induction of mesenchymal stem cells differentiation into osteoblasts, as well as
known for its roles in the early mineralization process associated with bone formation, with its level
activating several downstream proteins for maintenance of osteoblast differentiation. On the other
peaking during the early bone formation phases. Col I is mostly expressed in the cell proliferative and
hand, ALP was well known for its roles in the early mineralization process associated with bone
ECM
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whilst
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to
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proliferative ECM maturation stage. OC is another common marker for bone formation processes.
However, OC is usually found in the last stages of the osteogenesis paradigm, where its role was
reported to bind to extracellular Ca for further bone matrix development [14]. Therefore, high levels
of OC usually correlate to high bone density.
RT-PCR indicated that cells seeded on DA2 and DA4 scaffolds displayed significant fold changes
of Runx2, ALP, Col I, and OC after 14 days of culture. Only DA1 showed significant fold changes of

altered the physical and physiological properties of the surface, such as roughening the surfaces,
making it hydrophilic and it provided bioactive functional groups (e.g., −OH, −NH2) as promotors,
which led to the promotion of cellular adhesion and subsequently increased proliferation and
differentiation [23]. Secondly, numerous reports were made regarding the positive effects of
mineralization
Materials
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RT-PCR indicated that cells seeded on DA2 and DA4 scaffolds displayed significant fold changes
of Runx2, ALP, Col I, and OC after 14 days of culture. Only DA1 showed significant fold changes
of Col I and OC after 14 days of culture. No significant differences between DA1 and DA0 were
found for Runx2 and ALP. Respectively, DA2 and DA4 had significant increases in Runx2 expression
of 32% and 48%, 41% and 54% significant increases in ALP expression, 69% and 76% significant
increases in Col I expression, and 100% and 141% significant increases in OC expression after 14 days
of culture. This was further supported by ELISA analysis, demonstrating that cells cultured on DA2
and DA4 had significantly higher protein levels of ALP and OC after 14 days of culture (Figure 11).
It is interesting to note that DA4 were able to induce a significantly higher gene expression of ALP,
Col I, and OC; and DA2 were able to induce a significantly higher gene expression of ALP and Col I,
after 7 days of culture. Similarly, after 7 days of culture, both groups were found to have significantly
higher expression of ALP and OC. This data indicated that higher concentration of PDA coating of
2 mg/mL and 4 mg/mL were able to induce higher expression of both gene and protein bone specific
biomarkers, allowing the specimens to be more in effective in supporting various cellular functions,
such as differentiation and production of extracellular and bone matrixes. In addition, it was reported
that higher ALP activity was often correlated to new bone formation [36]. The suitable concentration
of PDA-coated on the materials surface was effective in affecting the cell behavior, such as adhesion
and differentiation of cells through the production of bone-specific proteins [49]. The OC protein
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secretion from the WJMSC cultured on DA2 and DA4, was higher than DA0, for 7 and 14 days.
Several studies also indicated that PDA-coated substitutes enhanced primary cells proliferation and
differentiation [50–52]. Lastly, it was found that PDA was often involved in the earliest part of the
differentiation process by regulating various growth factors through receptor phosphorylation [53].
Based on our results, we hypothesized two potential mechanisms for the enhancement of
WJMSCs behavior when cultured on our PDA nano layer-coated CS specimens. Firstly, PDA coating
altered the physical and physiological properties of the surface, such as roughening the surfaces,
making it hydrophilic and it provided bioactive functional groups (e.g., −OH, −NH2 ) as promotors,
which led to the promotion of cellular adhesion and subsequently increased proliferation and
differentiation [23]. Secondly, numerous reports were made regarding the positive effects of
mineralization of hydroxyapatite deposits on the surface of biocomposites. Such aggregates were
reported to support ECM adsorption, and contributed significantly to the osteogenic and angiogenic
differentiation of stem cells. Therefore, with reference to our results, we postulate that the apatite
aggregates that had mineralized on the surface may be one of the driving factors behind the
enhancement
differentiation, and bone-related gene expression of 15
WJMSC.
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