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Abstract: Electromagnetic and thermal properties of a non-conventional polymer nanocomposite
based on thermoplastic Polylactic acid (PLA, Ingeo™) filled, in different weight percentage, with
multi-walled carbon nanotubes (MWCNTs), graphene nanoplatelets (GNPs), as well as a mixture
of both fillers (MWCNTs/GNPs), are analyzed. The combination of notable electrical, thermal, and
electromagnetic (EM) properties of the carbon fillers, in concentrations above the percolation threshold,
together with the good processability of the PLA matrix gives rise to innovative filaments for 3D
printing. In particular, the shielding efficiency (SE) in the frequency range 26–37 GHz of samples
increases from 0.20 dB of unfilled PLA up to 13.4 dB for composites containing MWCNTs and GNPs,
corresponding to 4% and 95% of SE, respectively. The thermal conductivity of the PLA loaded with
12 wt % of GNPs is 263% higher than that of the unfilled polymer, whereas an improvement of about
99% and 190% is detected for the PLA matrix loaded with MWCNTs and both fillers, respectively.
The EM and thermal characterization is combined with a morphological investigation allowing us
to correlate the dispersion states of the fillers within the polymer matrix with the observed EM and
thermal properties. The EM and thermal characteristics exhibited by the nanocomposites make them
suitable for packaging applications of electronic devices with electromagnetic interference (EMI)
shielding and thermal dissipation features.
Keywords: 3D prototyping; 3D filaments; additive manufacturing; multi-wall carbon nanotubes;
graphene platelets; PLA; thermal; electric and electromagnetic properties

1. Introduction
In the last decade, additive manufacturing (i.e., AM), also known as 3D printing (i.e., 3DP), has
drawn strong attention from academic as well as industrial fields since it allows easy, quick, and
thorough production of three-dimensional complicated structures with a wide range of sizes, shapes,
and functional properties [1]. This technology favors rapid prototyping since it does not require any
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molds as for conventionally machined parts, thus, offering different advantages in terms of ease of use,
mass customization, tangible product testing, reliability, and cost-effectiveness [2].
Among the different additive manufacturing approaches, such as selective laser sintering, inkjet
3D printing, and solvent-cast 3DP (SC3DP), the fused deposition modeling (FDM) has pervaded most
of the different fields given its simplicity [3,4]. In fact, the feedstock is generally a thermoplastic
polymer filament which, after being heated above its glass transition temperature (i.e., Tg), is extruded
by means of a PC-controlled moving nozzle. This process allows to form, layer by layer, the desired 3D
structure [5].
However, a serious limitation of this technology is the possibility to print electrically conductive
parts, since the choice of matrices is still limited to insulating ones (in general polyester, acrylonitrile
butadiene styrene-ABS, nylon, polyvinyl alcohol-PVA, polycarbonate, and poly(lactic) acid-PLA). More
recently, this issue is being addressed with the introduction of nanotechnology in the field of additive
manufacturing the inclusion of suitable nanofillers into printable resins [6]. This combination between
additive manufacturing and nanotechnology paves the way for the development of 3D printable
materials exhibiting multifunctionality and customized properties, thus leading to an expansion of
AM application areas [7,8].
Along this stream, the possibility of using poly(vinyl alcohol) PVA filled with ultra-dispersed
diamonds as new materials for 3D printing is investigated in [9] where the main factors conditioning
the quality of the final printed parts together with material design and preparation are discussed. The
electromagnetic interference (EMI) shielding of various 3D printed polymeric composite structures
based on commercially available filaments is analyzed in the so-called C-band of the electromagnetic
spectrum (3.5–7.0 GHz) since it is generally exploited for long-distance radio telecommunications [10].
Moreover, given the possibility to print electrically conductive parts, in recent years, 3D printing
technology has been adopted for the design of affordable and versatile antennas [11,12], also made
with combined technologies [13], or for the realization of flexible and stretchable microelectrodes
for interconnections in electronic and optoelectronic devices [14]. Additive manufacturing has also
been widely adopted in the aerospace sector for the rapid prototyping and subsequent production of
complex components otherwise requiring particular technological solutions and long design times [15].
The EM properties of poly(lactic) acid (PLA) reinforced with graphite nanoplatelets (GNP) have
been evaluated in the microwave (26–37 GHz) and terahertz (0.2–1 THz) frequency ranges, finding
positive results for their use as absorptive materials in electromagnetic (EM) shielding applications for
electronic devices [16]. The interesting possibilities of printing electrically conductive structures by
using a non-conventional filament made with CNT- and graphene-based polybutylene terephthalate
(PBT) are investigated in [17] with due attention also paid to the mechanical stability of the analyzed
materials before and after 3D printing. Mechanical properties of 3D-printed polymer specimens are
also explored in [18] with a particular focus on identifying the major printing factor that influences
them. Even the build orientation in the additive manufacturing process has been considered since it
can affect the overall component quality especially in terms of precision and surface finish [19]. Apart
from the interest in the electrical and mechanical properties of thermoplastic filaments suitable for the
3D printing, there are potential heat transfer applications of 3D-printed structures. In Reference [20],
the effective thermal conductivity of different suitable 3D-printed filaments based on neat polymer
and carbon-based polymer composite was measured with an ad-hoc created apparatus after its
validation. The effects of the 3D printer parameter setting on the thermal conductivity of filaments
made with acrylonitrile butadiene styrene (ABS) are investigated in [21]. First evaluations of the
thermal conductivity and mechanical properties for some selected commercial 3D material samples are
presented in [22] in order to consider their potential applications in the cryogenic temperature regime.
Although several interesting results have been achieved with an intensive research work, different
issues still remain to be solved for printing electrically conductive nanocomposites. In order to really
benefit from the advantages due to the combination of AM and nanotechnology, it is necessary to
enhance the knowledge of the different available nanomaterials and resultant nanocomposites in
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terms of general properties and manufacturing processes, as well as identifying the best suited AM
techniques to realize the desired structures [23]. Taking advantage of the broad variety of materials
requires the development of specific implementations of 3DP. The most relevant ones available in
the literature are summarized in [24]. However, there are still uncertainties on the correct design
parameters set, manufacturing guidelines, and reproducibility of achieved results. Moreover, further
experimental characterizations are needed to enrich the knowledge in this field.
In [25], two different manufacturing processes, i.e., solution blending and melt extrusion, have
been compared in terms of rheological and electrical properties of the resulting materials (up to
6 wt % of total charge) based on polylactic acid (PLA) filled with multi-walled carbon nanotubes
(MWCNTs), graphene nanoplatelets (GNPs), and a mixture of both fillers (MWCNTs/GNPs). Inferior
electrical properties were observed for all composites produced with the solution blending technique.
Therefore, in light of these findings, in [26], an electrical characterization in terms of DC conductivity
and impedance spectroscopy (magnitude and phase) at low frequency (up to 1 MHz) have been
performed for nanocomposites (up to 12 wt % of loading) prepared by melt extrusion. Preliminary
results on the thermal conductivity of monophase-composites, filled exclusively with MWCNTs or
GNPs, have been reported in [27]. Results on mechanical properties (e.g., nano-indentation and tensile
characteristics) have also been discussed [28–30].
In the present paper, in order to complete this extensive experimental characterization [25–30]
and verify the applicability of 3D-manufactured composites in electromagnetic (EM) applications, the
EM properties in terms of transmission, reflection, absorption coefficients, and complex permittivity in
the frequency range from 26 GHz to 37 GHz (the so-called Ka band) and the thermal conductivities of
different formulations are investigated. The behavior of either single-filler (mono-phase) or two-filler
(multiphase) composites, differently from the analysis in [27], is explored. The EM and thermal
characterization is supported by the morphological investigation achieved by means of high-resolution
images. In particular, such analysis allows us to observe the dispersion states of the fillers within
the polymer and their mutual interaction, which is important in determining the observed EM and
thermal properties. The physical mechanisms linking morphological structures with EM and thermal
properties are discussed. The final goal is to apply such nanocomposites in electronics packaging
applications requiring either electromagnetic interference (EMI) shielding capability or remarkable
thermal properties to dispose the heat produced by the devices. In fact, since the microwave spectrum
becomes more and more crowded, the need to electromagnetically shield more components coexisting
in the same environment is a current problem that can be solved by introducing innovative materials
with suitable properties and new technologies, as additive manufacturing, to produce tailored shapes.
2. Materials and Methods
In the present study, the adopted thermosetting polymer is the poly(lactic) acid (PLA) Ingeo™
Biopolymer PLA-3D850 (Nature Works) characterized by fast crystallizing, whereas graphene
nanoplates (GNPs) and multiwall carbon nanotubes (MWCNTs) are provided from Times Nano,
China. Details on basic properties of fillers and host polymer are summarized in Table 1. PLA has
been selected as base thermoplastic polymer in order to favor the development of sustainable and
eco-friendly composite materials characterized by good stiffness, strength, and ductility [31]. In [32],
electrically conductive nanocomposite filaments for FDM with remarkable electrical and mechanical
properties are achieved by using similar fillers but a host polymer, i.e., polyetheretherketone (PEEK)
whose recycling is not feasible. In fact, PEEK waste is not biodegradable.
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Table 1. Features of the adopted host polymer and carbon-based fillers.
Phase

Property

Polymer

GNP

MWCNT-OH

Commercial code

PLA-3D850

TNIGNP

TNIMH4

Purity (wt %)

x

90

95

x

<30

x

Peak melt temperature

(◦ C)

165–180

x

x

Glass transition Temp.

(◦ C)

55–60

x

x

MFR, g/10 min *

7–9

x

x

Average size (µm)

x

5–7

x

External diameter, (nm)

x

x

10–30

Length (µm)

x

x

10–30

OH-content (%)

x

x

2.48

Aspect ratio

x

~240

~1000

x

2.2

2.1

Thickness (nm)

Density

(g/cm3 )
* 210

◦ C/2.16

kg—D1238 ASTM.

2.1. Preparation of Nanocomposites
Three different types of PLA-based nanocomposites were prepared through the melt mixing
technique. In particular, nanocomposites of GNP/PLA and MWCNT/PLA with filler concentrations
variable from 0 up to 12 wt %, as well as multiphase systems based on GNP/MWCNT/PLA with ratio
50:50 of GNPs to MWCNTs have been produced. Both polymer and nanofillers were dried prior to
their use. Firstly, as starting materials, two masterbatches of 12 wt % GNPs and MWCNTs, respectively,
were prepared by melt mixing of the filler and the polymer in twin-screw extruder (COLLIN Teach-Line
ZK25T) by setting a screw speed of 40 rpm and keeping the temperature in the range 170–180 ◦ C.
In fact, they are diluted with neat PLA in a subsequent melt mixing process (masterbatch dilution
method) in order to produce mono-filler composite pellets of 1.5%, 3%, 6%, and 9% filler amounts, as
well as multiphase composites with equal proportions of both fillers (1.5:1.5, 3:3, and 6:6). After that,
the composite pellets were extruded by a single screw extruder (Friend Machinery Co., Zhangjiagang,
China) in the temperature range 170–180 ◦ C and a screw speed of 10 rpm for producing filament for
3D printing (FDM) with 1.75 mm in diameter.
2.2. 3D Printing (FDM) for Sample Preparation
A part of the test samples was prepared by 3D printing (FDM) using the PLA-based nanocomposite
filaments, described above in 2.1. Disc specimens (see Figure 1) with a thickness of 10 mm and a
diameter of about 50 mm were modeled, and then 3D printed using the 3 types of nanocomposite
filaments, GNP/PLA, MWCNT/PLA, and GNP/MWCNT/PLA, with filler contents of 3, 6, 9, and
12 wt %. The fused deposition modeling (FDM-FFF)-type 3D printer X400 PRO German RepRap with
an extrusion nozzle with a diameter of 0.5 mm was used. Based on previous experimental tuning,
the processing parameters of the 3D printing were a temperature of 200 ◦ C, an extrusion speed of
100 mm/s, and the platform temperature of 60 ◦ C. Samples were printed with a layer height of 0.2 mm
and 100% infill, in a rectangular direction of one layer to another.
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Figure 2. Cold fracture of the samples and etching procedure before the SEM analysis.
Figure 2. Cold fracture of the samples and etching procedure before the SEM analysis.
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A thermal power pulse of magnitude P = 0.1 W for a time measurement of 40 s at room temperature
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Figure 4. The 7.2 ×× 3.4
3.4 waveguide
waveguide measurement
measurement cell.
cell.

3. Results
3.1. Morphological Investigation
Scanning electron microscopy (SEM) analysis was performed to get information regarding the
dispersion and interactions between the matrix and the adopted fillers. SEM micrographs in Figure
5 concern the surface of pure PLA. Figure 6 (first column) presents the surfaces of composites at 12
wt % filler content obtained by liquid nitrogen breakage carried out prior to examination by SEM.
Very different fracture surfaces are visible for the tested PLA and composite materials, which are
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3.1. Morphological Investigation
Scanning electron microscopy (SEM) analysis was performed to get information regarding the
dispersion and interactions between the matrix and the adopted fillers. SEM micrographs in Figure 5
concern the surface of pure PLA. Figure 6 (first column) presents the surfaces of composites at 12 wt %
filler content obtained by liquid nitrogen breakage carried out prior to examination by SEM. Very
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filled composites.
composites. First column pictures before
Figure 6. SEM investigation on fracture surfaces of filled
etching and the second column after etching.

The adoption of etching before carrying out an SEM analysis is highly recommended since the
chemical agents are able to remove sufficient parts of the polymer around the fillers, thus creating
different sorts of investigable cavities (red circles in Figure 6, second column).
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In all cases and regardless of the type of adopted fillers, their homogeneous dispersion within
In all cases and regardless of the type of adopted fillers, their homogeneous dispersion within the
the PLA and the interconnection of filler particles are observed.
PLA and the interconnection of filler particles are observed.
In particular, in Figure 7a, it is possible to observe a well-established continuous percolating
network of interconnected nanotubes suitable to promote the electrical conductivity.
In contrast, in Figure 7b it is visible that large, thin, and flat stacks of GNPs with a mean diameter
above 10 µm and small thickness are mostly aligned in a direction perpendicular to the fracture load,
which is suitable for facilitating conductivity and thermal transfer between the contacted GNPs in
the polymer matrix. From Figure 7c, a hybrid structure consisting of a homogeneous network of
interconnected MWCNTs, which is interpenetrated by large GNPs, can be observed.
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The evident discrepancies in the thermal conductivity of the investigated nanocomposites can
be explained by considering the different mutual interactions established between the filler with
the organic polymer. More specifically, the inner surfaces of the twisted 1D dimensional nanotubes
were poorly wetted by the PLA and as a consequence, the Kapitza resistance (Rk) showed a high
value due to the thermal boundary resistance between the two distinct phases (i.e., filler and 3D bulk
polymer) characterized by a large difference in the phonon density of states. Differently, when using
2D nanoparticles such as GNPs, their planar shapes improved the interfacial contact area between
the reinforcement and the PLA matrix, thus reducing the thermal Kapitza resistance at the interface
contacts, compared to what is observed for CNTs. In other terms, the total surface impregnation of
the 2D nanoparticles favored the strong binding among the two-dimensional graphene sheets and
the PLA thermoplastic matrix. In other terms, the total surface impregnation of the 2D nanoparticles
favored the strong binding among the two-dimensional graphene sheets and the PLA thermoplastic
matrix, thereby promoting a well-established morphological network of filler within the composite.
This means a more effective phononic heat flow since the phonon modes excited in 2D nanoparticles,
rather than 1D nanofillers, matched well to those in organic molecules, thus lowering the differences
of phonon density of states between the single phases. In the case of combined use of nanoparticles
(GNPs + CNTs 1:1 wt %), the measurements carried out show the intermediate value of thermal
conductivity in comparison to that found with the use of a single type of nanofiller. The bridge that
was established between the two different nanoparticles in the organic matrix (PLA) favored better
thermal conduction within the composite material. However, such a property remained lower than
that found in the presence of only two-dimensional nanoparticles. The measured thermal conductivity
for PLA-based nanocomposites containing variable and hybrid filler contents was comparable to the
values reported for previously thermoplastic and epoxy composites containing similar percentages
of the same 1D (MWCNTs) and 2D (GNPs) nanoparticles [43–45]. In these composites, as it happens
for our samples, it was observed that a sufficiently homogeneous dispersion of the same nano-fillers
effectively increased the diffusion of phonons and, therefore, the conduction of heat in the material.
3.3. Preliminary DC Electrical Properties
A DC electrical characterization was carried out for obtaining background information such as
the electrical conductivity of all the different formulations and the electric percolation thresholds
(EPT) for the three different types of composites systems. Figure 9 illustrates the so-called percolation
curves. These are obtained by reporting the volume electrical conductivity of the nanocomposites as
a function of the fillers loading (wt %). The obtained values are summarized in Table 3. As it was
expected, the unfilled polymer showed an electrical conductivity of few pS/m, given its insulating
nature. The inclusion of conductive fillers like carbon-based nanomaterials in polymeric matrices
is, nowadays, a consolidated method for achieving a transition from the insulating behavior to the
conductive state. In fact, an electrical network can be established through the material (the so-called
electrical percolation threshold). A small filler amount is required for this purpose, thus preserving
the mechanical properties of the polymer along with high electrical conductivity. In agreement with
theoretical predictions [46], at low concentrations, the inter-particle separations were above the cut-off
tunneling distance (about 1.8 nm, [47]) and the electrical properties were still determined by the host
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matrix; that is the case of the nanocomposites based on GNPs at 1.5 and 3 wt %, which showed electrical
13 of 21
to that of unfilled PLA.
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The results obtained by our DC experimental characterization are comparable with those
reported in a study focused on nonconventional polymer nanocomposites (CNT- and graphenebased polybutylene terephthalate (PBT)) proposed for the printing of electrically conductive
structures by means of FDM technology [17]. Instead, if the comparison is performed with those
reported in Reference [50], based on the same type of thermoplastic polymer (PLA) and reinforcement
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way. This is due to the aspect ratio for tubes, which was about 5 times greater than that for GNPs. It
is proven that the real part of permittivity in nanocomposites materials is related to the polarization
capability induced by the nanofiller, mainly along their interfaces between the matrix, i.e., the socalled interfacial polarization [53,54]. Since the particles are involved in the formation of a percolation
network in the composite, their contribution to the imaginary part of effective dielectric permittivity
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due to the aspect ratio for tubes, which was about 5 times greater than that for GNPs. It is proven
that the real part of permittivity in nanocomposites materials is related to the polarization capability
induced by the nanofiller, mainly along their interfaces between the matrix, i.e., the so-called interfacial
polarization [53,54]. Since the particles are involved in the formation of a percolation network in the
composite, their contribution to the imaginary part of effective dielectric permittivity ε” becomes
dominant in comparison to ε0 , so the decrease in the effective part of the dielectric permittivity for the
MWCNTs is understandable.
Electromagnetic properties of the composite (and therefore the dielectric permittivity) depend
not only on the type of particles used and their concentrations [55], but mainly on the quality of the
distribution of inclusions in the matrix.
To achieve a good dispersion of particles with a huge concentration of them is very difficult, and
probably most of the particles in the one-component composite were in the form of agglomerates.
The mixture of two fillers improved the dispersion, and as a result, the dielectric permittivity increased
significantly compared with single-component composites.
3.4.2. Electromagnetic Properties: Transmission, Reflection, Absorption, and Shielding Efficiency
When an electromagnetic wave impacts on a surface, a part of it is absorbed by the material,
another part is reflected, and the rest is transmitted through the material, in agreement with the
following power balance:
A+R+T = 1
(5)
where A, R, and T are the absorption, reflection, and transmission power counterparts, respectively.
In materials showing remarkable electromagnetic shielding features the transmission of the
incident electromagnetic field, through the shielding medium, is expected to be ideally zero.
Therefore, the incident field is either absorbed within the shielding material or reflected from it.
Otherwise, for no-shielding materials, the transmission value approaches the value one since they are
not capable of reflecting or absorbing the incident magnetic field on them.
Figure 11 shows the transmission (Figure 11a), the reflection (Figure 11b), and the absorption
(Figure 11c) spectra of the analyzed 0.5 mm thick nanocomposites in the frequency range 26–37 GHz.
In fact, it is interesting to note that for neat PLA, the value of T was close to 1 in the entire investigated
frequency range, thus confirming it to be an EM-transparent material. For it, both the absorption (A)
and the reflection (R) coefficients were close to zero and, as a consequence, an incident electromagnetic
field can penetrate with no attenuation (i.e., difference between an electromagnetic signal intensity
before and after shielding). This is a typical behavior of plastic materials with almost zero dielectric
00
loss factor (i.e., tanδ = εε0 ,) which indicates the ability of the material to transform energy into heat)
in agreement with the dielectric spectroscopy of the previous Figure 10. Otherwise, the inclusion
in the matrix of conductive fillers such as nanotubes and nanoplatelets in concentrations above the
percolation threshold can attenuate the penetrating wave level thanks to the effective conductive
network established in the material [56]. In this perspective, the best performance was observed for
PLA reinforced with GNPs and MWCNTs with a transmission coefficient approaching zero mainly due
to its reflection properties (i.e., R, about 0.8 at 30 GHz) and partial absorption features (i.e., A, about 0.2
at 30 GHz). This confirms the key role of the aspect ratio and the shape of nanofillers in determining
the overall electromagnetic performances of the resultant materials as also observed in THz frequency
ranges [26]. Table 4 summarizes the values of T, R, and A evaluated at the frequency of 30 GHz. In
particular, the electromagnetic shielding efficiency (SE) reported in the last column was calculated as a
sum of absorption and reflection (EMI = A + R, in %). This electromagnetic response is fully consistent
with the dielectric constant data presented above. Moreover, the last column of the same table reports,
for each investigated formulation, the value of the electromagnetic shielding efficiency (SE), which
is an important parameter for efficiently describing the EM features of a medium, depending on the
frequency, the distance between the shield and the EM source, the thickness of the shield, and the
chemical/physical properties of the material [57].
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The last term Ml, which takes into account additional effects of multiple re-reflections inside the
material, is often negligible with respect to Rl and Al terms, especially in the high frequency range
[58] and therefore not considered in the present study. A strong improvement in terms of SE is
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obtain values for the SE of 10.2, 10.2, and 13.4 dB, respectively, for PLA filled with MWCNTs, GNPs,
and both fillers, which are considerably higher than the neat PLA case.
In Reference [59], the authors investigated the electromagnetic interference (EMI) shielding
effectiveness of silicon carbide nanofibers (SiCNFs)/epoxy composites in a frequency range
(26.5–40 GHz) similar to ours. In particular, they noted for a concentration of 10 wt % of filler, a real
part of permittivity (i.e., ε’) of about 9 (at 26.5 GHz) and a SE of 22.9 dB at 40.0 GHz, corresponding to
a more than 99% reduction of EMI radiation where absorption was found to be the major shielding
mechanism. Instead, in the present paper, at the highest investigated filler concentration (i.e., 12 wt %),
for multiphase systems, a three times greater value of ε’ at the same frequency and a comparable SE
of 95% was found. The difference could be due to different nature of the resin, thermosetting type
in [59] and thermoplastic one in our study, as well as due to the strong difference in the type of adopted
filler (carbon nanofibers in [59]), which are key factors influencing the electromagnetic properties and
related frequency response of a shielding material.
4. Conclusions
Thermal and electromagnetic properties (transmission, reflection, absorption, and shielding
efficiency) of a non-conventional thermoplastic polymer based on polylactic acid (PLA, Ingeo™) filled,
in different weight percentage, with MWCNTs, graphene nanoplatelets (GNPs), and a combination of
both fillers (MWCNTs/GNPs) were investigated. Improved electrical properties in terms of electrical
conductivity (up to 4.54 S/m, 6.57 S/m, and 0.95 S/m for the composites prepared with MWCNTs,
GNPs, and a combination of both fillers, respectively) along with a significant increase of the thermal
properties are achieved, compared with the neat polymer. In fact, composition with 12% of GNPs
shows an increase in thermal conductivity of about 263% compared to the unfilled polymer matrix,
whereas an improvement of about 99% and 190% is measured for the PLA reinforced with MWCNTs
and both fillers, respectively. Regarding the electromagnetic behavior, higher values for the relative
complex permittivity are measured for nano-reinforced PLA. Such parameters strongly influence the
absorption and attenuation properties of materials and are useful to describe their ability to dissipate
energy related to an applied electric field through several polarization mechanisms that commonly
result in heat generation. In fact, the shielding efficiency (SE) increases from the low characteristic
value of 4% of unfilled polymer up to 95% for multiphase composites containing 12wt % of total
charge (MWCNTs + GNPs). These interesting properties are required in order to exploit the potential
adoption of such innovative materials for packaging application with electromagnetic interference
(EMI) shielding capability. Reflection and absorption features of a shield shall be accompanied
by a remarkable thermal conductivity for obtaining good dissipation of the energy by Joule effect.
Further experimental characterization combined with a theoretical study is needed to identify the best
combination of the two adopted fillers. In more detail, by means of robust design (RD) approach, the
overall optimization of the material properties and production process can be searched for also in view
of the cost reduction [60].
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