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Abstract: Bioactive glass (BG) is considered to be one of the Most remarkable Materials in the
field of bone tissue regeneration due to its superior bioactivity. In this study, both un-treated and
polyethylene glycols (PEG)-treated BG particles were prepared using a spray pyrolysis process to study
the correlation between particle Morphology and degradation behavior. The phase compositions,
surface Morphologies, inner structures, and specific surface areas of all BG specimens were examined
by X-ray diffraction, scanning electron Microscopy, transmission electron Microscopy, and nitrogen
adsorption/desorption, respectively. Simulated body fluid (SBF) immersion evaluated the assessments
of bioactivity and degradation behavior. The results demonstrate three particle Morphologies of solid,
porous, and hollow factors. The correlation between porosity, bioactivity, and degradation behavior
was discussed.
Keywords: bioactive glass; PEG; electron Microscopy; Morphology; in-vitro degradation

1. Introduction
The superior bioactivity of bioactive glass (BG) has been demonstrated to bond with living tissues
and to stimulate new tissue growth due to their similar compositions in the Main inorganic components
of human bones [1,2]. In addition, properties such as biocompatibility and degradability have also
received numerous attention in the fields of tooth fillers, drug carriers, and bone implants in recent
years [3–5]. Among these properties, Fiume et al. provided a general review with their use in clinics in
recent decades [6], where the use of porous scaffolds and the degradation behavior becomes More
important due to its influences on Migration and proliferation of new tissue formation as well as
the extended technological progress of Manufacturing and functionalization. Therefore, the BG’s
degradation ability is critical for future tissue engineering development.
According to the previous studies [7–10], two common factors of composition and porosity have
been used to Manipulate the degradation behavior of BG. Initially, for composition, Hill correlated the
numbers of network connectivity (number of bridging oxygen per silicon-oxide tetrahedron [7]) to the
solubility and degradation behaviors of BG. The study suggested that lower network connectivity will
lead to a greater degradation rate (or higher solubility) and better bioactivity [8]. Then, the factor of
porosity has been demonstrated by Zhang et al. showing that scaffolds with a porous structure have a
rapid degradation rate along with better bioactivity for bone regeneration applications [9]. Deliormanh
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prepared the BG scaffolds with the filament diameters of 130 and 300 µm and found that the scaffolds
with the thinner diameters have a higher degradation rate [10]. Although both composition and
porosity can influence BG’s degradation properties, the effects of composition on degradation is well
established. Thus, this study attempts to control the degradation behavior of BG by controlling the
porosity factor.
So far, three Methods of sol-gel, spray drying, and spray pyrolysis (SP), have been commonly
used for synthesis of BG powders. The sol–gel Method is a versatile process that offers low calcination
temperature and chemical flexibility [11]. However, the whole process is a batch production that
takes several days. It is difficult to control the Morphology [12,13]. Next, the spray drying Method
gives high control over shape and Morphology through a fast kinetic process. However, when the
process is performed by spraying inflammable solvents, both safety and economic concerns will rise
in view of an effective process [14,15]. Instead, the SP Method offers the following Merits: easy to
operate, economical, continuous processing, and short process time [16,17]. In addition, Polyethylene
glycols (PEG), which are common pore forming agents [18], are proposed as an additive in this study.
It is a highly hydrophilic polymer, which is soluble in BG precursor’s solution including water and
ethanol solvent [19]. Furthermore, its decomposition temperature (450 ◦ C) [20] is Much lower than
the calcination temperature of BG (550 ◦ C) [21], which allows the decomposition reaction of PEG
to complete.
It is well known that porosity dominates the degradation behavior of BG [22]. Therefore, in this
study, we aim to control the porosity of spray pyrolyzed BG particles using various PEG concentrations
and investigate the relationship between porosity, bioactivity, and degradation ability. To begin with,
the un-treated BG particles and the 0.1 M, 0.3 M, and 0.5 M PEG-treated BG particles were prepared
using the SP process. Moreover, phase compositions, surface Morphologies, inner structures, and
specific surface area were observed using X-ray diffraction (XRD), scanning electron Microscopy
(SEM), transmission electron Microscopy (TEM) and the nitrogen adsorption/desorption Method
(Brunauer-Emmett-Teller (BET) Method), respectively. In addition, the bioactive tests were carried out
and characterized using a Fourier transform infrared spectroscopy (FTIR). At last, the degradation
behaviors of all BG specimens were examined and the formation Mechanism of porosity was discussed.
2. Materials and Methods
2.1. Synthesis
First, the un-treated BG particles were prepared by SP using the common composition of 58S
(60 mol % SiO2 , 36 Mol % CaO, and 4 Mol % P2 O5 ). The precursor solution was prepared by Mixing
37.49 g tetraethyl orthosilicate (TEOS, Si(OC2 H5 )4 , 99.9 wt %, Showa, Osaka, Japan), 25.50 g calcium
nitrate tetrahydrate (CN, Ca(NO3 )2 ·4H2 O, 98.5 wt %, Showa, Osaka, Japan), and 4.37 g triethyl
phosphate (TEP, (C2 H5 )3 PO4 , 99 wt %, Alfa Aesar, Haverhill, MA, USA) into 60.00 g of ethanol
with 1.60 g of 0.5 M HCl. For PEG-treated BG particles, the precursor solutions were prepared by
adding additional polyethylene glycol (PEG, 95.0 wt %, Molecular weight of 600g/mol, Showa, Tokyo,
Japan) with various concentrations of 0.1 M, 0.3 M, or 0.5 M. Then, all solutions were stirred at room
temperature for 2 h to achieve homogeneity. Next, for the SP process, the precursor solutions were
poured into an ultrasonic atomizer (KT-100A, King Ultrasonic, New Taipei, Taiwan) operating at the
frequency of 1.65 MHz. The droplets were generated and fed into a tube furnace (D-80, Dengyng
Co., New Taipei, Taiwan) with three heating zones, which were set at 250 ◦ C, 550 ◦ C, and 350 ◦ C,
corresponding to the evaporation, calcination, and cooling process of SP. Lastly, the resulting particles
were charged at the voltage of 16 kV and collected in an earthed stainless steel collector.
2.2. Characterization
The phase compositions of un-treated, 0.1 M, 0.3 M, and 0.5 M PEG-treated BG powders were
characterized by using the X-ray diffractometer (D2 Phaser, Bruker, Karlsruhe, Germany) with
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the Cu-Kα radiation. These diffraction patterns were collected with a diffraction angle ranging
from 20◦ to 80◦ and a scanning rate of 6◦ per Minute. Both surface Morphology and the inner
structure are required to obtain the three-dimensional Morphology [23]. Therefore, a field-emission
scanning electron Microscope (JSM-6500F, JEOL, Tokyo, Japan) and a field-emission transmission
electron Microscope (Tecnai G2 F20, FEI, Hillsboro, OR, USA) were employed, while the particle sizes
were calculated from More than 300 particles from several SEM images. It should also be noted that
the particle size is Mainly attributed from the factors of precursor concentration, ultrasonic frequency,
and precursor composition [24], and, in this study, only the factor of the pore forming agent of PEG
was altered since the same ultrasonic frequency and the precursor compositions were used. Therefore,
the porosity of each PEG-treated BG particles can be estimated using the average particle sizes of
un-treated and PEG-treated BG powder with Equation (1) below.
Porosity (%) = (V2 − V1 )/V2 × 100%

(1)

where V1 is the volume of the solid particles (un-treated particles), and V2 is the volume of the porous
or hollow particles (PEG-treated particles).
In addition, the specific surface areas were Measured by BET (Brunauer–Emmett–Teller).
The nitrogen adsorption and desorption isotherms were operated at −196 ◦ C on a constant-volume
adsorption apparatus (Novatouch LX2, Quanta chrome Instruments, Boynton Beach, FL, USA).
All specimens were degassed at 200 ◦ C for 3 h before the Measurements to ensure a fair comparison.
The bioactivity of all BG specimens was examined by immersing BGs in simulated body fluid
(SBF), which has an ionic concentration similar to human plasma [25]. The amount of SBF was adjusted
based on the specific surface area of specimens [26]. Thus, the solid to liquid ratios were 2 Mg to
10 ML for the un-treated BG powder, 2 Mg to 14 ML for the 0.1 M PEG-treated BG powder, 2 Mg to
18 ML for the 0.3 M PEG-treated BG powder, and 2 Mg to 22 ML for the 0.5 M PEG-treated BG powder,
respectively. Then, each specimen was immersed in SBF and water-bathed at the constant temperature
of 37 ◦ C for one day. After removing SBF, the samples were washed by acetone and deionized water and
dried in an oven overnight. The bioactivity was examined using SEM, XRD, and FTIR Measurements,
while the bioactivity is determined by obtaining the FTIR peak intensity of the P-O bending vibration
around 566 cm−1 [2] and the intensity of the Si–O–Si asymmetric stretching Mode, Si–O–Si symmetric
stretching, and Si–O–Si symmetric bending Mode at 1090 cm−1 , 800 cm−1 , and 482 cm−1 [27–29].
Lastly, the degradation behaviors of un-treated and PEG-treated BG specimens were tested in SBF
solution, which was followed by the ISO-10993-14 protocol. A couple of BG specimens were used to
obtained the average and standard deviation of weight loss. First, the pellets were weighed and then
immersed in SBF at the ratio of 1 g to 10 ML. The solutions were discarded each day while the pellets
were dried and weighed again. The whole assessment refreshed the SBF every day and was repeated
30 times.
3. Results
3.1. Phase Composition and Morphology
Figure 1 shows the XRD patterns of un-treated and PEG-treated powders. First, for the un-treated
powder, the XRD pattern shows the absence of any crystalline peak except for a broad band between
the diffraction angles of 20◦ and 40◦ . This result suggests that the structure of un-treated BG powder is
amorphous. Next, for the 0.1 M, 0.3 M, and 0.5 M PEG-treated powders, the similar XRD patterns have
been detected, which supports that the PEG-treated powders are amorphous. Therefore, the result
indicates that all BG specimens were prepared successfully.
Figure 2 shows the SEM Micrographs for observing the surface Morphologies of un-treated and
PEG-treated BG particles. Initially, it can be seen from Figure 2a that the surface Morphology of
un-treated BG particles are smooth and spherical with sizes ranging from 0.15 to 2.5 µm. Afterward,
for the PEG-treated BG particles, the similar surface Morphology of the smooth sphere has been
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observed in Figure 2b–d. In addition, the paritcle sizes of 0.1 M, 0.3 M, and 0.5 M PEG-treated BG
particles range from 0.2 to 3.6 µm, 0.2 to 4.0 µm, and 0.2 to 4.0 µm, respectively. In short, both un-treated
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and PEG-treated BG particles have similar surface Morphology. Thus, further details of the inner
structure were examined by TEM.
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Figure 1. XRD patterns of un-treated BG powder and 0.1 M, 0.3 M, and 0.5 M PEG-treated BG powders.
Figure 1. XRD patterns of un-treated BG powder and 0.1 M, 0.3 M, and 0.5 M PEG-treated BG powders.

Figure 2 shows the SEM micrographs for observing the surface morphologies of un-treated and
PEG-treated BG particles. Initially, it can be seen from Figure 2a that the surface morphology of untreated BG particles are smooth and spherical with sizes ranging from 0.15 to 2.5 m. Afterward, for
the PEG-treated BG particles, the similar surface morphology of the smooth sphere has been observed
in Figure 2b–d. In addition,the paritcle sizes of 0.1 M, 0.3 M, and 0.5 M PEG-treated BG particles range
from 0.2 to 3.6 m, 0.2 to 4.0 m, and 0.2 to 4.0 m, respectively. In short, both un-treated and PEGtreated BG particles have similar surface morphology. Thus, further details of the inner structure
were examined by TEM.

Figure
2. SEM
images
of of
(a)(a)
un-treated
and(b)
(b)0.1
0.1M,M,
(d)M
0.5PEG-treated
M PEG-treated
Figure
2. SEM
images
un-treatedBG
BGparticles
particles and
(c)(c)
0.30.3
M,M,
andand
(d) 0.5
BG particles.
BG particles.

Forinner
the inner
structure,
Figure
3 shows
TEM
images
of BG
all BG
particles.
begin
with,
it
For the
structure,
Figure
3 shows
the the
TEM
images
of all
particles.
ToTo
begin
with,
it should
should
bethe
noted
that the
of TEM
images is contributed
by twoof
factors
of sample
thickness
be noted
that
contrast
of contrast
TEM images
is contributed
by two factors
sample
thickness
and crystal
and crystal
orientation.
study, allare
specimens
are amorphous
(confirmed
by theresults
XRD results
as
orientation.
In this
study, In
allthis
specimens
amorphous
(confirmed
by the XRD
as shown
in
shown in Figure 1). Therefore, the contrast is only influenced by the factor of sample thickness. The
bright and dark contrast contributes to thicker and thinner regions, respectively. For the un-treated
BG specimen shown in Figure 3a, only the particles with continuous contrast were found, which
indicates that there is no thickness variation within the particles. Thus, it can be recognized as a solid
sphere (Type I). Then, besides Type I particles, Figure 3b shows that two new morphologies—porous
sphere (Type II) that contains multiple pores within a particle and hollow sphere (Type III) that
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Figure 1). Therefore, the contrast is only influenced by the factor of sample thickness. The bright
and dark contrast contributes to thicker and thinner regions, respectively. For the un-treated BG
specimen shown in Figure 3a, only the particles with continuous contrast were found, which indicates
that there is no thickness variation within the particles. Thus, it can be recognized as a solid sphere
(Type I). Then, besides Type I particles, Figure 3b shows that two new Morphologies—porous sphere
(Type II) that contains Multiple pores within a particle and hollow sphere (Type III) that contains a
single pore within a particle—can be observed from the 0.1 M PEG-treated BG particles. In addition,
similar to the 0.1 M PEG-treated particles, the 0.3 M and 0.5 M PEG-treated BG particles also exhibit
three distinct Morphologies of a solid sphere, a porous sphere, and a hollow sphere, as shown in
Figure 3c,d. In summary, by combining both SEM and TEM images, un-treated particles exhibit only
one Morphology of a solid sphere, whereas the PEG-treated particles exhibit three distinct particles of
Materials 2019, 12, 3703
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solid, porous, and hollow structures.
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Based on the statistical measurements from SEM and TEM images, the relative fractions of three
distinct morphologies (solid, porous, and hollow) of all BG particles are shown in Figure 4. First, the
un-treated BG particles have a single moprhology of a solid structure (the population of Type I is
100%). Second, unlike the un-treated BG case, three types of morphology have been found in all PEGtreated BG particles. For the 0.1 M PEG-treated specimen, the populations of Types I, II, and III are
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Based on the statistical Measurements from SEM and TEM images, the relative fractions of three
distinct Morphologies (solid, porous, and hollow) of all BG particles are shown in Figure 4. First,
the un-treated BG particles have a single Moprhology of a solid structure (the population of Type I
is 100%). Second, unlike the un-treated BG case, three types of Morphology have been found in all
PEG-treated BG particles. For the 0.1 M PEG-treated specimen, the populations of Types I, II, and III
are 22.4 ± 2.2%, 29.9 ± 3.2%, and 48.3 ± 0.9%, respectively. For the 0.3 M PEG-treated specimen,
the populations of Type I, II, and III are 15.2 ± 1.2%, 31.9 ± 1.6%, and 52.3 ± 1.0%, respectively. For the
0.5 M PEG-treated specimen, the populations of Types I, II, and III are 11.8 ± 1.2, 26.8 ± 1.6, and
61.3 ± 1.3%, respectively. In addition, all p-values are lower than 0.05, which shows a distinct difference
between un-doped and PEG-doped specimens. Furthermore, it can be seen from the graph that the
population
of12,
solid
Materials 2019,
3703 particles (Type I) decreases with the increase of PEG concentration (100% 7for
of 15
un-treated BG, and 22.4 ± 2.2%, 15.2 ± 1.2%, and 11.8 ± 1.2% for 0.1 M, 0.3 M, and 0.5 M PEG-treated
which
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of PEG
the formation
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particles
(Type
BG),
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Typethat
III populations
increase when
the enhances
PEG concentration
increases
(0% for
un-treated
III).
and 48.3 ± 0.9%, 52.3 ± 1.0%, and 61.3 ± 1.3% for 0.1 M, 0.3 M, and 0.5 M PEG-treated BG) respectively,
which suggests that a higher concentratoin of PEG enhances the formation of hollow particles (Type III).
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Figure 4. Relative fractions of un-treated 0.1 M, 0.3 M, and 0.5 M PEG-treated BG particles with three
distinct Morphological types of solid, porous, and hollow structures.
Figure 4. Relative fractions of un-treated 0.1 M, 0.3 M, and 0.5 M PEG-treated BG particles with three
morphological
types ofshows
solid, porous,
and hollow
Indistinct
addition,
statistical analysis
the average
particlestructures.
sizes of 1.05 ± 0.48, 1.29 ± 0.57, 1.54 ± 0.66,

and 1.60 ± 0.69 µm for the un-treated BG powder, with 0.1 M, 0.3 M, and 0.5 M PEG-treated BG
In addition, statistical analysis shows the average particle sizes of 1.05  0.48, 1.29  0.57, 1.54 
powders, respectively. It can be seen from the data that the particle size increases with the increase of
0.66, and 1.60  0.69 m for the un-treated BG powder, with 0.1 M, 0.3 M, and 0.5 M PEG-treated BG
PEG concentration. Additionally, the relationship between particle Morphology and size is shown
powders, respectively. It can be seen from the data that the particle size increases with the increase
below. In the case of 0.1 M PEG-treated specimen, Types I, II, and III particles are 0.67 ± 0.09 µm,
of PEG concentration. Additionally, the relationship between particle morphology and size is shown
0.87 ± 0.12 µm, and 1.30 ± 0.19 µm, respectively. As for 0.3 M PEG-treated specimen, Type I, II, and III
below. In the case of 0.1 M PEG-treated specimen, Types I, II, and III particles are 0.67  0.09 m, 0.87
particles are 0.80 ± 0.18 µm, 0.93 ± 0.14 µm, and 1.38 ± 0.45 µm, respectively. At last, for the 0.5 M
 0.12 m, and 1.30  0.19 m, respectively. As for 0.3 M PEG-treated specimen, Type I, II, and III
PEG-treated specimen, Type I, II, and III particles are 0.83 ± 0.17, 1.13 ± 0.19, and 1.48 ± 0.22 µm,
particles are 0.80  0.18 m, 0.93  0.14 m, and 1.38  0.45 m, respectively. At last, for the 0.5 M
respectively. From these results, it is clear that the order of the particle size is a hollow particle (Type
PEG-treated specimen, Type I, II, and III particles are 0.83  0.17, 1.13  0.19, and 1.48  0.22 m,
III) > porous particle (Type II) > solid particle (Type I), which indicates that particle Morphology is
respectively. From these results, it is clear that the order of the particle size is a hollow particle (Type
related to particle size. Following Equation (1), the porosity values of the 0.1 M, 0.3 M, and 0.5 M
III)  porous particle (Type II)  solid particle (Type I), which indicates that particle morphology is
PEG-treated particles can be computed as 45.8%, 68.4%, and 71.6%, respectively, which suggests that
related to particle size. Following Equation (1), the porosity values of the 0.1 M, 0.3 M, and 0.5 M
the higher PEG concentation leads the higher porosity. In brief, the size and porosity of the particle
PEG-treated particles can be computed as 45.8%, 68.4%, and 71.6%, respectively, which suggests that
increases with the addition of PEG, and the Moprhology can be related to its particle size.
the higher PEG concentation leads the higher porosity. In brief, the size and porosity of the particle
increases with the addition of PEG, and the moprhology can be related to its particle size.

3.2. Specific Surface Area and Bioactivity, In-Vitro Degradation Test
The BET measurements reveal the specific surface areas of the un-treated BG specimen.
Furthermore, 0.1 M, 0.3 M, and 0.5 M PEG-treated BG specimens are 40.5 ± 0.1 m2/g, 56.5 ± 5.4 m2/g,
69.7 ± 1.8 m2/g, and 87.6 ± 6.5 m2/g, respectively. The results clearly show that higher concentration
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3.2. Specific Surface Area and Bioactivity, In-Vitro Degradation Test
The BET Measurements reveal the specific surface areas of the un-treated BG specimen.
Furthermore, 0.1 M, 0.3 M, and 0.5 M PEG-treated BG specimens are 40.5 ± 0.1 M2 /g, 56.5 ± 5.4 M2 /g,
69.7 ± 1.8 M2 /g, and 87.6 ± 6.5 M2 /g, respectively. The results clearly show that higher concentration of
the PEG additive will induce the higher specific surface area.
For the in vitro bioactivity tests, Figure 5 shows the SEM images of un-treated, 0.1 M, 0.3 M, and
0.5 M PEG-treated BG specimens after immersing in SBF for one day. Initially, the SEM images from
the un-treated BG after SBF immersion reveals that some small crystallites (< 100 nm) are formed
on the BG surfaces, as shown in Figure 5a. In addition, Figure 5b–d show similar results with small
crystallites formed on the surfaces of PEG-treated BG particles after being immersed in SBF for one
Materials
8 ofof
15
day.
In 2019,
order12,to3703
identify the compositions and amounts of crystal phases, further investigations
XRD and FTIR are discussed below.
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conducted to quantify the crystallinity (diffraction peak area). The order of the peak was
area

corresponding to the (211) plane was 0.5 M PEG-treated BG (589 a.u.) > 0.3 M PEG-treated BG (408
a.u) > 0.1 M PEG-treated BG (384 a.u) > un-treated BG powders (220 a.u). The higher HA crystallinity
(diffraction peak area) is, the higher the bioactivity value becomes. In addition, the XRD results
demonstrate that 0.5 M PEG-treated BG powder gives the largest peaks at (211) as compared to the
rest of BG specimens, which indicates higher crystallinity of HA. This corresponds to higher
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0.5 M PEG-treated BG (589 a.u.) > 0.3 M PEG-treated BG (408 a.u) > 0.1 M PEG-treated BG (384 a.u) >
un-treated BG powders (220 a.u). The higher HA crystallinity (diffraction peak area) is, the higher
the bioactivity value becomes. In addition, the XRD results demonstrate that 0.5 M PEG-treated BG
Materials 2019, 12, 3703
9 of 15
powder gives the largest peaks at (211) as compared to the rest of BG specimens, which indicates
higher crystallinity of HA. This corresponds to higher bioactivity.
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Next, Figure 7 shows the FTIR spectra of in-vitro bioactivity of un-treated 0.1 M, 0.3 M, and 0.5 M
PEG-treated BG powders. As shown in Figure 7a, before immersing in SBF, all specimens show the
Next, Figure 7 shows the FTIR spectra of in-vitro bioactivity of un-treated 0.1 M, 0.3 M, and 0.5
Si–O–Si bands at 1090 cm−1 , 800 cm−1 , and 482 cm−1 [28,29]. In contrast, after soaking in SBF for one
M PEG-treated BG powders. As shown in Figure 7a, before immersing
in SBF, all specimens show
day, all specimens show a new
additional peak that appears at 566 cm−1 and is assigned to the P–O
the Si–O–Si bands at 1090 cm−1, 800 cm−1, and 482 cm−1 [28,29]. In contrast, after soaking in SBF for one
bending vibrations, as shown in Figure 7b. To determine the bioactivity
of each specimen, the I1 /I2
day, all specimens show a new additional peak that appears at 566 cm−1 and is assigned to the P–O
values were computed as 0.37, 0.83, 0.85, and 0.88 for un-treated powders, and 0.1 M, 0.3 M, and 0.5 M
bending vibrations, as shown in Figure 7b. To determine the bioactivity of each specimen, the I1/I2
PEG-treated BG powders, respectively. Since the higher I1 /I2 value indicates better bioactivity, it can be
values were computed as 0.37, 0.83, 0.85, and 0.88 for un-treated powders, and 0.1 M, 0.3 M, and 0.5
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4. Discussion
First, based on previous studies [24], there are two Main formation Mechanisms,
“one-particle-per-drop” and “gas-to-particle”, dominating the particle Morphology during the SP
process. Based on the SEM images shown in Figure 2, the average particle sizes of all spray pyrolyzed
specimens are larger than 0.1 µm with the absence of nano-sized particles. This indicates that all
droplets went through the SP process following the “one-particle-per-drop” formation Mechanism
rather than “gas-to-particle” conversion. Next, according to TEM images shown in Figure 3, three
inner structures of solid (Type I), porous (Type II), and hollow (Type III) structures were found
among all BG specimens. For the un-treated BG particles shown in Figure 3a, only solid spherical
particles were observed. This is due to the typical “volume precipitation” Mechanism of the SP
process, which has been studied in our previous work [30]. In addition, for the PEG-treated BG
particles (Figure 3b–d), two additional Morphologies of porous and hollow structures can be observed.
Furthermore, statistical Measurements show that the increasing concentration of PEG will result in
larger particle sizes, a higher portion of hollow particles, and higher porosity. Since the ultrasonic
frequency and heat treatments during the SP process are identical for all productions, the variations of
the particle size and inner structure are due to the PEG additive. To begin with, it is well known that
the decomposition of PEG will form pores within the particle, while a higher amount of PEG forms a
larger volume of pores. Hence, the particle formation Mechanism of PEG-treated BG particles can
be summarized as follows. First, droplets contained a smaller concentration of PEG after ultrasonic
atomization. Solid particles were formed via the volume precipitation Mechanism [30]. Next, with
the increasing concentration of PEG, atomized droplets will contain More PEG and, thus, porous
particles were formed [31]. At last, droplets contained a higher concentration of PEG. The precursor
will precipitate on the surface while the PEG tends to stay in the core. Therefore, the hollow structure
is formed once the temperature reached the decomposition temperature of PEG (450 ◦ C) [20]. To note,
the calcination temperature of BG is 550 ◦ C [21], which allows the decomposition of PEG to complete.
Next, the correlation between Morphology and porosity is discussed below. Figure 4 demostrates
the relative fractions of solid (Type I), porous (Type II), and hollow (Type III) particles for the un-treated
and PEG-treated BG particles. It can be seen from the graph that the population of Type II and Type
III particles increases with a growing PEG concentration (combined ratios of Type II and Type III are
0%, 78.2 ± 4.1%, 84.2 ± 2.6%, and 88.1 ± 2.9% for un-treated, 0.1 M, 0.3 M, and 0.5 M PEG-treated
particles, respectively). In addition, the computed porosity values are 0%, 45.8%, 68.4%, and 71.6%,
which correspond to un-treated, 0.1 M, 0.3 M, and 0.5 M PEG-treated powders. By correlating the
population of porous and hollow particles to porosity, it is clear that the porosity of BG powders
are Mainly contributed from Type II and Type III populations. This result supports that, by increasing
the PEG concentration, More pores have been created and, thus, higher porosity is produced.
In addition, the relationships between porosity, the specific surface area, and bioactivity (I1 /I2 )
are discussed in Figure 9. Initially, it can be seen from Figure 9a that the porosity values of 0%,
45.8%, 68.4%, and 71.6% correspond to specific surface areas of 40.5 ± 0.1, 56.5 ± 5.4, 69.7 ± 1.8, and
87.6 ± 6.5 M2 /g, respectively. These results show that higher porosity values give a higher specific
surface area. Moreover, Figure 9b demonstrates that BG specimens with a higher specific surface area
will lead to a higher I1 /I2 value (i.e., better bioactivity), which also agrees with our previous study [32].
Lastly, the correlations of PEG concentration, the porosity, and the degradation rate are discussed
in Figure 10. To start with, Figure 10a shows that, when the PEG concentration increased, the porosity
values increased as well (e.g. 45.8% for 0.1 M PEG-treated powder and 71.6% for 0.5 M PEG-treated
powder). Then, with the increase of the porosity value, the degradation rate will also increase, as
shown in Figure 10b. Both results agree with Zhang et al. [9,33]. In summary, a BG specimen prepared
with higher PEG concentration will lead to porous and hollow structures with higher porosity, which
then contributes to faster degradation.
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5. Conclusions
5. Conclusions
this study,
un-treated
PEG-treatedBG
BGpowders
powders were
synthesized
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In thisInstudy,
bothboth
un-treated
andand
PEG-treated
weresuccessfully
successfully
synthesized
using
spray
pyrolysis.
The
surface
morphologies
and
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structures
were
examined
by
SEM
and
TEM,
spray pyrolysis. The surface Morphologies and inner structures were examined by SEM and TEM,
revealed three morphologies of solid, porous, and hollow spheres. With the increase of PEG
which which
revealed
three Morphologies of solid, porous, and hollow spheres. With the increase of PEG
concentration, higher populations of porous and hollow particles were observed and the powders
concentration, higher populations of porous and hollow particles were observed and the powders
exhibited a higher specific surface area and higher bioactivity. In addition, the assessments of
exhibited
a higher specific surface area and higher bioactivity. In addition, the assessments of
degradation behavior suggested that the porous and hollow structures created in PEG-treated BG
degradation
behavior
suggested
that the porous
specimens
can speed
up the degradation
rate. and hollow structures created in PEG-treated BG
specimens can speed up the degradation rate.
Author Contributions: Data curation, F.F.B., Y.-H.H., and A.H.T.; formal analysis, F.F.B. and S.-J.S.; funding
acquisition, T.M. and S.-J.S.; project administration, S.-J.S.; writing—original draft, F.F.B.; writing—review &
Author Contributions: Data curation, F.F.B., Y.-H.H., and A.H.T.; formal analysis, F.F.B. and S.-J.S.; funding
editing,
Y.-J.C.
S.-J.S.project administration, S.-J.S.; writing—original draft, F.F.B.; writing—review &
acquisition,
T.M.
andand
S.-J.S.;

editing, Y.-J.C. and S.-J.S.
Funding: The Ministry of Science and Technology of Taiwan (Grant Numbers of MOST 105-2221-E-011-034,
106-2221-E-011-049, and 107-2218-E-009-003) and from the Tokushima University and National Taiwan University
of Science and Technology (Gran Numbers of TU-NTUST-107-03) funded this research.
Conflicts of Interest: The authors declare no conflict of interest.

References
1.

2.
3.
4.
5.

6.
7.

Catteaux, R.; Lebecq, I.; Désanglois, F.; Chai, F.; Hornez, J.-C.; Hampshire, S.; Follet, C. Synthesis,
characterization and bioactivity of bioglasses in the na2 o–cao–p2 o5 –sio2 system prepared via sol gel
processing. Chem. Eng. Res. Des. 2013, 91, 2420–2426. [CrossRef]
Hench, L.L. Bioceramics: From concept to clinic. J. Am. Ceram. Soc. 1991, 74, 1487–1510. [CrossRef]
Bellucci, D.; Salvatori, R.; Giannatiempo, J.; Anesi, A.; Bortolini, S.; Cannillo, V. A new bioactive glass/collagen
hybrid composite for applications in dentistry. Materials 2019, 12, 2079. [CrossRef] [PubMed]
Lei, B.; Chen, X.; Wang, Y.; Zhao, N.; Miao, G.; Li, Z.; Lin, C. Fabrication of porous bioactive glass particles by
one step sintering. Mater. Lett. 2010, 64, 2293–2295. [CrossRef]
Lei, B.; Chen, X.; Wang, Y.; Zhao, N.; Du, C.; Fang, L. Surface nanoscale patterning of bioactive glass to
support cellular growth and differentiation. J. Biomed. Mater Res. Part A 2010, 94, 1091–1099. [CrossRef]
[PubMed]
Fiume, E.; Barberi, J.; Verné, E.; Baino, F. Bioactive glasses: From parent 45S5 composition to scaffold-assisted
tissue-healing therapies. J. Funct. Biomater. 2018, 9, 24. [CrossRef] [PubMed]
Fujibayashi, S.; Neo, M.; Kim, H.-M.; Kokubo, T.; Nakamura, T. A comparative study between in vivo
bone ingrowth and in vitro apatite formation on Na2 O–CaO–SiO2 glasses. Biomaterials 2003, 24, 1349–1356.
[CrossRef]

Materials 2019, 12, 3703

8.
9.
10.
11.
12.
13.
14.

15.
16.
17.
18.
19.

20.

21.

22.
23.
24.
25.
26.
27.

28.
29.
30.

13 of 14

Hill, R. An alternative view of the degradation of bioglass. J. Mater. Sci. Lett. 1996, 15, 1122–1125. [CrossRef]
Zhang, D.; Jain, H.; Hupa, M.; Hupa, L.; Bandyopadhyay, A. In-vitro degradation and bioactivity of tailored
amorphous Multi porous scaffold structure. J. Am. Chem. Soc. 2012, 95, 2687–2694. [CrossRef]
Deliormanlı, A.M. Size-dependent degradation and bioactivity of borate bioactive glass. Ceram. Int. 2013, 39,
8087–8095. [CrossRef]
Hench, L.L.; West, J.K. The sol-gel process. Chem. Rev. 1990, 90, 33–72. [CrossRef]
Lei, B.; Chen, X.; Wang, Y.; Zhao, N.; Du, C.; Fang, L. Fabrication, structure and biological properties of
organic acid-derived sol-gel bioactive glasses. Biomed. Mater. 2010, 5, 054103. [CrossRef] [PubMed]
Sales, M.; Alarcon, J. Crystallization of sol-gel derived glass ceramic powders in the CaO-MgO-Al2 O3 -SiO2
system. J. Mater. Sci. 1995, 30, 2341–2347. [CrossRef]
Molino, G.; Bari, A.; Baino, F.; Fiorilli, S.; Vitale-Brovarone, C. Electrophoretic deposition of spray-dried
sr-containing Mesoporous bioactive glass spheres on glass–ceramic scaffolds for bone tissue regeneration.
J. Mater. Sci. 2017, 52, 9103–9114. [CrossRef]
Chou, Y.-J.; Hsiao, C.-W.; Tsou, N.-T.; Wu, M.-H.; Shih, S.-J. Preparation and in vitro bioactivity of Micron-sized
bioactive glass particles using spray drying Method. Appl. Sci. 2018, 9, 19. [CrossRef]
Hong, B.-J.; Shih, S.-J. Novel pore-forming agent to prepare of Mesoporous bioactive glass using one-step
spray pyrolysis. Ceram. Int. 2017, 43, S771–S775. [CrossRef]
Shih, S.-J.; Sari, D.R.M.; Lin, Y.C. Influence of chemical composition on the bioactivity of spray
pyrolyzed Mesoporous bioactive glass. Int. J. Appl. Ceram. Technol. 2016, 13, 787–794. [CrossRef]
Lei, B.; Chen, X.; Wang, Y.; Zhao, N. Synthesis and in vitro bioactivity of novel Mesoporous hollow bioactive
glass Microspheres. Mater. Lett. 2009, 63, 1719–1721. [CrossRef]
Lei, B.; Shin, K.H.; Moon, Y.W.; Noh, D.Y.; Koh, Y.H.; Jin, Y.; Kim, H.E.; Ducheyne, P. Synthesis and bioactivity
of sol–gel derived porous, bioactive glass Microspheres using chitosan as novel biomolecular template. J. Am.
Ceram. Soc. 2012, 95, 30–33. [CrossRef]
Sharma, M.K.; Rohani, P.; Liu, S.; Kaus, M.; Swihart, M.T. Polymer and surfactant-templated synthesis of
hollow and porous zns nano- and Microspheres in a spray pyrolysis reactor. Langmuir 2015, 31, 413–423.
[CrossRef] [PubMed]
Tesfay, A.H.; Chou, Y.-J.; Tan, C.-Y.; Bakare, F.F.; Tsou, N.-T.; Huang, E.W.; Shih, S.-J. Control of dopant
distribution in yttrium-doped bioactive glass for selective internal radiotherapy applications using spray
pyrolysis. Materials 2019, 12, 986. [CrossRef] [PubMed]
Buckwalter, C.Q.; Pederson, L.R.; McVay, G.L. The effects of surface area to solution volume ratio and surface
roughness on glass leaching. J. Non-Cryst. Solids 1982, 49, 397–412. [CrossRef]
Shih, S.-J.; Herrero, P.R.; Li, G.; Chen, C.-Y.; Lozano-Perez, S. Characterization of Mesoporosity in ceria
particles using electron Microscopy. Microsc. Microanal. 2010, 17, 54–60. [CrossRef] [PubMed]
Messing, G.L.; Zhang, S.-C.; Jayanthi, G.V. Ceramic powder synthesis by spray pyrolysis. J. Am. Ceram. Soc.
1993, 76, 2707–2726. [CrossRef]
Kokubo, T.; Kushitani, H.; Ohtsuki, C.; Sakka, S.; Yamamuro, T. Chemical reaction of bioactive glass and
glass-ceramics with a simulated body fluid. J. Mater. Sci. Mater. Med. 1992, 3, 79–83. [CrossRef]
Clark, S.J.; Segall, M.D.; Pickard, C.J.; Hasnip, P.J.; Probert, M.I.; Refson, K.; Payne, M.C. First
principles Methods using castep. Z. Kristallogr. Cryst. Mater. 2005, 220, 567–570. [CrossRef]
Arenas, L.T.; Simm, C.W.; Gushikem, Y.; Dias, S.L.P.; Moro, C.C.; Costa, T.M.H.; Benvenutti, E.V. Synthesis
of silica xerogels with high surface area using acetic acid as catalyst. J. Braz. Chem. Soc. 2007, 18, 886–890.
[CrossRef]
King, P.L.; Ramsey, M.S.; Swayze, G.A. Infrared Spectroscopy in Geochemistry, Exploration Geochemistry and
Remote Sensing; Mineralogical Association of Canada: Quebec, QC, Canada, 2004; Volume 33.
King, P.; McMillan, P.; Moore, G.; Ramsey, M.; Swayze, G. Infrared Spectroscopy of Silicate Glasses with Application
to Natural Systems; Mineralogical Association of Canada: Quebec, QC, Canada, 2004; pp. 93–133.
Shih, S.-J.; Chou, Y.-J.; Chen, C.-Y.; Lin, C.-K. One-step synthesis and characterization of nanosized bioactive
glass. J. Med. Biol. Eng. 2014, 34, 18–23. [CrossRef]

Materials 2019, 12, 3703

31.

32.
33.

14 of 14

Shih, S.-J.; Chou, Y.-J.; Hadush, A.; Lin, S.-H.; Hsiao, C.-W. Morphology control of eu-doped amorphous
gehlenite phosphors prepared by spray pyrolysis. J. Nanosci. Nanotechnol. 2018, 18, 5849–5853. [CrossRef]
[PubMed]
Shih, S.-J.; Chou, Y.-J.; Borisenko, K.B. Preparation Method: Structure–bioactivity correlation in Mesoporous
bioactive glass. J. Nanopart. Res. 2013, 15, 1763. [CrossRef]
Qi, X.; Pei, P.; Zhu, M.; Du, X.; Xin, C.; Zhao, S.; Li, X.; Zhu, Y. Three dimensional printing of calcium sulfate
and Mesoporous bioactive glass scaffolds for improving bone regeneration in vitro and in vivo. Sci. Rep.
2017, 7, 42556. [CrossRef] [PubMed]
© 2019 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

