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Abstract: Endothelization of the luminal surface of vascular grafts is required for their long-term
functioning. Here, we have cultivated human endothelial cells (HUVEC) on different 3D matrices
to assess cell proliferation, gene expression and select the best substrate for endothelization. 3D
matrices were produced by electrospinning from solutions of poly(D,L-lactide-co-glycolide) (PLGA),
polycaprolactone (PCL), and blends of PCL with gelatin (Gl) in hexafluoroisopropanol. Structure and
surface properties of 3D matrices were characterized by SEM, AFM, and sessile drop analysis. Cell
adhesion, viability, and proliferation were studied by SEM, Alamar Blue staining, and 5-ethynyl-2’deoxyuridine (EdU) assay. Gene expression profiling was done on an Illumina HiSeq 2500 platform.
Obtained data indicated that 3D matrices produced from PCL with Gl and treated with glutaraldehyde
provide the most suitable support for HUVEC adhesion and proliferation. Transcriptome sequencing
has demonstrated a minimal difference of gene expression profile in HUVEC cultivated on the surface
of these matrices as compared to tissue culture plastic, thus confirming these matrices as the best
support for endothelization.
Keywords: electrospinning; 3D matrices; polycaprolactone; vascular grafts; endothelization; RNA
sequencing

1. Introduction
Endothelization of the surfaces of cardio-vascular implants is necessary for their long-term
functioning. Seeding of the surfaces with endothelium is equally as important as mechanical compliance
and the capability for long-term functioning without loss of stiffness [1]. Ineffective endothelization is
considered as the primary cause of low long-term patency of small diameter vascular grafts (VG) and
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calcification of valve flaps [2,3]. A number of studies have demonstrated that the absence of functional
endothelial layer can reduce hemocompatibility, induce blood clotting and intensive neointima growth
in the lumen of small diameter VG [4]. Malformation or malfunctioning of the endothelial layer can
induce systemic or local inflammation with subsequent fibrosis or calcinosis of the damaged area [5].
Endothelization is affected not just by the surface but also the structural properties of the material.
Transcytosis and bidirectional permeable barrier function must be physically enabled by the permeability
of the scaffold. Deformation of the material in response to pulse wave should be similar to natural arteries
to ensure the fluid flow within the material and promote transport function of endothelial cells [6,7].
Suitable 3D matrices must have perforating pores and a surface that is capable of supporting cell
adhesion, proliferation, establishment of cell-to-cell contacts, and formation of a functional endothelial
cell layer [8].
A number of studies have recognized the suitability of 3D matrices produced by electrospinning (ES)
from synthetic or natural polymers and their blends for production of cardiovascular implants [9–11].
These 3D matrices consist of fibers with a diameter ranging from tens of nanometers to several
micrometers, and can be composed of different layers, for example, an inner smooth layer or layers
with different degree of cell permeability [12]. ES additives, including drugs and protein molecules,
can be introduced into the fibers in a simple and robust manner [13,14]. Previously, such matrices were
successfully used in the production of VG (e.g., Nicast AVflo, [15]) and cardiac valves [16]. Different
polymers can be used for VG production by ES. Polycaprolactone (PCL), in particular, was extensively
studied in this context, both as a sole component of matrices and blended with different proteins [17–19].
In the latter case, the proteins were exposed at the fiber surface, free to interact with cellular receptors,
thus facilitating cell adhesion and promoting growth [20].
To study the endothelization of 3D matrices, several types of cells can be used, including primary
endothelial cells obtained from arterial endothelium (human coronary artery endothelial cells, human
aortic endothelial cells, human pulmonary artery endothelial cells), microvascular endothelial cells
(human dermal microvasculature endothelial cells, human pulmonary microvasculature endothelial
cells, human brain microvasculature endothelial cell), circulating endothelial progenitor cells or human
umbilical vein endothelial cells, as well as transformed endothelial cells [21–24]. Use of human over
animal endothelial cells is advisable because of repeatedly observed inadequacy of animal experimental
models, convenience of data analysis and direct applicability of the results [25]. Since primary cells
tend to lose their phenotype during long-term cultivation, a renewable source of cells is needed for
systematic study [26]. Cells from different regions of cardiovascular systems have distinct properties
and arterial endothelial cells are best-suited for the task but are not easily obtained due to ethical barriers.
So far, most research was performed using human umbilical vein endothelial cells (HUVEC) [22]. These
cells have a reasonably good proliferative capacity, and, although different from arterial endothelial
cells (partially due to cultivation in oxygen-rich atmosphere), can still be considered phenotypically
and functionally normal endothelial cells in the first few passages [27].
A common strategy to characterize the functional status of cells cultivated on 3D matrices used
to involve an analysis of several cellular antigens by immunohistochemistry [28–30]. Obviously, a
functional state of cells cannot be fully characterized by the expression of a small set of proteins and
thus assessment of cell transcriptome by microarrays or RNA sequencing is becoming increasingly
more prevalent [31–35]. At that, compared to microarray, sequencing is considered to be a more robust,
accurate, and unbiased method of gene expression profiling [36].
Here, we studied the functional state of HUVEC cultivated on different 3D matrices produced by ES
from poly(D,L-lactide-co-glycolide) (PLGA), PCL and blends of PCL with gelatin (Gl) by gene expression
profiling on a HiSeq 2500 platform. The aim of the study was to perform hypothesis-independent
evaluation of the physiological state of the cells in respect to matrix composition and structure.
To our knowledge, a comparative study of gene expression profiles of endothelial cells cultivated on
electrospun 3D matrices has not been previously reported elsewhere.
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2. Materials and Methods
2.1. Fabrication of Electrospun Matrices
The electrospinning solutions were prepared in 1,1,1,3,3,3-hexafluoroisopropanol using PLGA
50:50 (Lactel, B6010-1, Birmingham, AL, USA), pure PCL (Aldrich, 440744, St Louis, MO, USA) or
PCL blended with Gl (PCL-Gl) from porcine skin (Sigma, G-2500, Switzeland). 3D matrices with a
thickness of 120–150 µm were produced from 15% (w/v) PLGA, 7% (w/v) PCL or 5% (w/v) PCL-Gl
(9:1 w/w) solutions on an NF-103 (MECC CO., LTD., Ogori-shi, Fukuoka, Japan) electrospinning device
using a blunt-end surgical needle 27G (0.4 mm inner diameter). Fibers were electrospun onto a rotating
drum collector (diameter 60 mm, length 35 mm) under the following conditions: feed rate 1–1.15 mL/h,
capillary-collector distance 19–20 cm, voltage 18.5–24 kV, drum collector rotation speed 300 rpm,
humidity 25–35%. After fabrication, 3D matrices were removed from the collector, incubated under
vacuum for 12 h and stored in sealed zip-lock polyethylene containers at 4 ◦ C.
2.2. Analysis of Matrix Surface Structure and Properties
The microstructure of the matrix surface was studied using scanning electron microscopy (SEM),
(JSM-6460 LV, Jeol, Tokyo, Japan) as described previously [20] and atomic force microscopy (AFM) with
Multimode 8 (Bruker, Germany) using NSG10-DLC diamond-like carbon NSG series AFM cantilever
(NT-MDT, Zelenograd, Russia) in tapping mode. Fiber diameter and pore size were calculated from
SEM images according to ISO 7198:1998 using AxioVision 4.8 software (Carl Zeiss, Gottingen Germany).
The contact angle was determined with a Drop Shape Analyzer DSA25 (Kruss GmbH, Germany) using
water as a solvent. Drop volume was set to 1 µl and camera speed was 160 frames per second as
recommended by the manufacturer. The contact angle was calculated from 4 replicates for each type of
3D matrices.
2.3. Treatment of Matrices with Glutaraldehyde
To obtain glutaraldehyde-treated PCL-Gl (PCL-Gl-glu), PCL-Gl matrices were incubated in
0.05 M NaHCO3 (pH 9.1) in a horizontal shaker for 10 min to moisten the material and then treated
by 2% glutaraldehyde (Aldrich, St Louis, MO, USA) in 0.05 M NaHCO3 solution for 2 h at room
temperature. After the incubation, matrices were washed thrice with 0.05 M NaHCO3 (pH 9.1) for
5 min. Remaining free reactive groups were blocked by incubating the matrices in 10 mM glycine
(ICN, Aurora, Ohio, USA) solution (pH 9.1) for 30 min followed by incubation in freshly prepared
0.2 mg/mL NaBH4 for 20 min. After the incubation, matrices were thoroughly washed with three
changes of pyrogen-free deionized H2 O (arium 611VF, Sartorius, Gottingen, Germany) with 0.5%
glycerol (Aldrich, St Louis, MO, USA) and air-dried. The obtained PCL-Gl-glu matrices were stored in
sealed zip-lock polyethylene containers at 4 ◦ C.
2.4. Isolation, Cultivation and Characterization of Human Umbilical Vein Endothelial Cells
Human umbilical vein endothelial cells (HUVEC) were isolated and cultivated as described
previously with modifications [37,38]. Briefly, an umbilical vein was washed with 50 mL of phosphate
buffer (PBS), then with 20 mL of collagenase IV buffer (1.5 mM HEPES, 14 mM NaCl, 0.4 mM KCl,
0.12 mM CaCl2 , 0.04 mM MgSO4 , 0.76 mM D-glucose, pH 7.4), and incubated for 15 min at 37 ◦ C with
0.1% collagenase IV. After incubation, the solution of 0.1% collagenase IV with detached cells was
collected, the vein was additionally washed with 20 mL PBS, and both solutions were combined and
centrifuged at 800 g for 10 min to pellet cells. Supernatant was discarded, cell pellet was resuspended,
and cells were cultivated in Petri dishes covered with 0.5% gelatin solution in IMDM culture medium
(Gibco, Aucland, New Zealand) with 10% FBS (Gibco, USA) and antibiotics. On the next day, adherent
cells were carefully washed from blood cells with IMDM and further cultivated in fresh IMDM
with 10% FBS (passage 0). The cells were passaged once per 3–4 days after 70–80% confluence was
reached. Following 12 h after seeding, adherent cells were carefully washed with fresh culture medium.
To dissociate cells, a 0.1% solution of collagenase IV was used.
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To cultivate cells on the surface of matrices, second passage HUVEC were seeded in 8-well Nunc
Lab-Tek Chamber Slide System (Invitrogen, Carlsbad, CA, USA) (104 cells per well). After reaching
the 50% confluence, cells were washed with IMDM, fixed with 3.7% paraformaldehyde in IMDM,
and permeabilized with 0.1% Triton X-100. Sections were incubated for 2 h at 37 ◦ C with primary
antibodies against VEGF-A (ab1316), VE-Cadherin (ab166715), von Willebrand Factor (ab68545) (Abcam,
Cambridge, UK), CD31 (PECAM1) (M082301-2) (Dako, Agilent, Santa Clara, CA, USA), then incubated
for 1 hour at 37 ◦ C with Alexa 488-conjugated secondary antibodies (ab150077 and ab1500117, Abcam,
Cambridge, UK). After staining with TRITC/rhodamine-conjugated phalloidin (Sigma-Aldrich, Saint
Louis, MO, USA) for F-actin, glass slides were covered with ProLong Gold antifade mounting medium
with DAPI (Invitrogen, Carlsbad, CA, USA) for staining of the nuclei, mounted with a coverslip and
analyzed using a confocal laser scanning microscope (LSM 510 UV Meta or LSM 780 NLO, Carl Zeiss,
Gottingen Germany). Three laser lines at 405 nm (to detect cell nuclei stained with DAPI), 543 nm
(to detect actin microfilaments stained with phalloidin-TRITC), and 488 nm (to detect Alexa Fluor 488
secondary antibodies) were used.
2.5. Assessment of Adhesion and Viability of Endothelial Cells on the Matrix Surface
To test cell adhesion and proliferation on 3D matrices, HUVEC were cultivated in tissue culture
polystyrene (TCPS) 48-well culture plates. Disks were excised from matrices by die cutting, placed in
the wells of a 48-well plate, and fixed at the bottom by polytetrafluoroethylene O-rings (outer and
inner diameters, 10 and 8 mm). The discs were pre-incubated in culture medium for 2 h to completely
moisten the matrices. Culture medium was removed and endothelial cells were seeded into the wells
(2–20 × 103 cells/well). Polytetrafluoroethylene rings were also installed in control wells to make the
free bottom surface area even across all the wells. Following 48 h cultivation, the viability of endothelial
cells was assessed using Alamar Blue (Invitrogen, Eugene, Oregon, USA) as described previously [20].
Matrices not seeded with cells were used as control for dye sorption on the material, and the surface of
the 3D matrices (after O-ring installation) was taken into account in the further estimations.
To evaluate the number of cells in S-phase that undergo active DNA synthesis, 5-ethynyl-2’deoxyuridine (EdU) incorporation visualized by copper catalyzed click-reaction between alkyne and
Alexa Fluor 488 azide was used (Invitrogen, Eugene, Oregon, USA). Cells were incubated with EdU
for 2 h after 48 h seeding and treated as recommended by the manufacturer (Invitrogen Click-iT EdU
Alexa Fluor 488 Imaging Kit). The number of green cells and total cells were calculated in 5 fields of
view with an area of about 0.45 mm2 (30% of the surface area of the 3D matrix) using an Axiovert 200M
microscope supplied with AxioVision 4.8 software (Carl Zeiss, Gottingen Germany).
3D matrices seeded with HUVEC were prepared for SEM as follows: after 48 h cultivation, culture
medium was removed from the wells; matrices were washed twice with phosphate buffer, fixed with
2% formaldehyde in physiological saline solution for 30 min, washed thrice with H2 O, and air-dried.
Matrices were removed from the wells, sputter-coated with 10-nm gold film, and examined by SEM as
described previously [20].
Endothelial cells from 3 biological donors were used for all functional tests.
2.6. Cultivation of HUVEC for Gene Expression Profiling and RNA Isolation
To evaluate the gene expression profile of HUVEC obtained, 2 biological donors were used.
To prevent the accumulation of chromosome rearrangements in HUVEC after passages 4–5, especially
when cells are dissociated with trypsin [22], only cells after passage 1 and dissociated with collagenase
IV were used to study gene expression. To avoid log growth phase and normalize HUVEC cultivation
between different 3D matrices, cells were seeded in higher density. Cells (7 × 104 ) were seeded in the
wells of a 24-well plate with or without 3D matrices secured at the bottom by polytetrafluoroethylene
O-rings and cultivated as described previously (O-ring footprint ~1.2 cm2 ). After 48 h of cultivation
culture medium was removed, matrices were washed with one change of phosphate buffer and
transferred to tubes with 750 µl of TriZol (Life Technology, Carlsbad, CA, USA).
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RNA was isolated using TriZol according to the protocol provided by the manufacturer. Samples
contained from 1.5 to 3.5 µg RNA. RNA was precipitated by 70% alcohol with 40 µg of glycogen (Thermo
Scientific, Lithuania), the pellet was dried, dissolved in RNA stable storage medium (Sigma-Aldrich,
St Louis, MO, USA), and then dried on a vacuum rotary evaporator. RNA quality in all samples
was confirmed by the Bioanalyzer system Agilent 2100 (Agilent Technologies, Waldbronn, Germany)
immediately after isolation and prior to sequencing in Turku sequencing center (Finland).
2.7. RNA Sequencing and Data Analysis
RNA-Seq libraries were prepared with the Illumina TruSeq Stranded mRNA Sample preparation
kit, and sequenced on the HiSeq2500 platform using single-end 50 bp sequencing. Library preparation
and sequencing were performed at Finnish Functional Genomics Centre (FFGC, University of Turku,
Turku Centre for Biotechnology, Turku, Finland). The quality of all libraries was assessed at the
sequencing facility and was within appropriate range for all samples, except one HUVEC sample
cultivated onto PLGA 3D matrices (Table S1). Raw data quality control was performed using the
FastQC from FASTX-toolkit tool collection [39]. All RNA-Seq reads across all samples demonstrated
appropriate Q30 per base sequence quality level and GC-content that follows a normal distribution
with the peaks at the expected 40–60%. RNA-seq reads were aligned to NCBI GRCh38 genome using
TopHat2 aligner v 2.0.14 (USA) [40]. Overall alignment rate for all samples, except PLGA matrices, was
higher than 95% and percentage of uniquely mapped reads from all mapped reads was in the range of
82–90%. FeatureCounts tool from the Subread package was used to count reads mapped to genomic
features [41]. Differential expression analysis was performed with DESeq2 [42]. Following criteria
were used to consider genes as differentially expressed-FDR adjusted p-value < 0.05 and absolute value
of log2 fold change (FC) > 1. To generate RPKM values normalized across all the samples, we used
Cuffnorm tool v.2.2.1 (USA) using the geometric normalization method [43]. The data generated in this
study were submitted in Gene Expression Omnibus (GEO), accession number GSE123045.
2.8. Statistical Data Analysis
Microsoft Excel 2010 (Microsoft Corporation, Redmond, WA, USA) was used to manage and sort
experimental data. Statistical analyses were performed using the statistical software package Statistica
v.7.0 (StatSoft Inc., Tulsa, OK, USA).
3. Results and Discussion
3.1. Characterization of 3D Matrices
The matrices were prepared from PCL, PCL with Gl and PLGA by ES in conditions listed in
Table 1. In the preliminary experiments, we have discovered that the efficacy of HUVEC adhesion to
PCL-Gl 3D matrices positively correlated with Gl concentration up to 10%, but further increase had no
significant effect on cell adhesion. XPS demonstrated that the concentration of Gl on the surface of the
fibers in these matrices was no less than 21%, and most of the surface-exposed Gl was tightly bound to
the fibers [44]. It was previously shown that, in 3D matrices produced from PCL with 10% HSA (w:w),
~20% of the protein was exposed at the surface while only 34.7% of HSA was exposed at the surface of
the fibers produced from PCL with 30% HSA [20]. Excess surface Gl can dissociate from the fibers,
potentially negatively affecting cell adhesion. Thus, in this study, we used 3D matrices made of PCL
with 10% Gl.
SEM showed that all matrices consisted of fibers with a diameter of approximately 1 µm and had
pores (6.6 ± 0.22) ÷ (10.0 ±0.32) µm in size (Table 1, Figure 1). Fibers had a smooth surface, and no
pores above the lower resolution limit of SEM were detected (20–30 nm). As evident from SEM and
AFM data, maximum roughness of 3D matrices was 4 µm. However, the average distance between
the fibers located in a 0.5 µm thick surface layer was no more than 3 µm, thus providing a sufficient
number of contacts with cellular adhesion molecules in a 200 µm2 area occupied by a single HUVEC
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Both PCL and PLGA are poorly wetted by water (contact angle 110–120◦ [51,52]), but the addition
of Gl increased the hydrophilicity of the surface (Table 1) and was reported to promote better cell
adhesion [53]. At that, hydrophobic surfaces can also be capable of binding cells [54,55], usually due to
efficient protein binding [56]. Strength of PCL-based matrices varies from 1.8 to 2.5 MPa, depending
on the composition of the ES solution [57,58], making them well suited for the production of small
Materials 2019,
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depending on seeding density [60]. HUVEC, cultivated on PCL-GL matrices, were morphologically
incorporated EdU was similar for TCPS, PCL-Gl, and PCL-Gl-glu matrices, but significantly lower
similar to cells grown in well plates or glass slides (Fig. 2). Cells better spread out on the surface of
when cells were seeded on pure PCL or PLGA (Figure 3B).
PCL-Gl-glu matrices, while the surface of PCL and PLGA matrices provided less favorable conditions
According to these data, PCL-Gl-glu matrices provided the best substratum for adhesion and
for HUVEC adhesion. Cells seeded on these matrices had fewer contacts with the surface and could
proliferation of HUVEC. This confirms our previous results demonstrating that modification of the
not spread out (Figure 2). It was found that, compared to TCPS, only 17% of HUVEC adhered to PCL
surface with proteins recognizable by cellular receptors can increase cell adhesion [20]. The exposure of
matrices, 48% to PCL-Gl, and 80% to PCL-Gl-glu matrices (Figure 3A). PLGA matrices supported
Gl on the surface of the matrices, especially when its mobility is limited by fixation with glutaraldehyde,
adhesion of ~38% of HUVEC. Cell proliferation efficacy calculated as a percentage of cells that
can allow such materials to mimic the properties of natural biological membranes and promote efficient
incorporated EdU was similar for TCPS, PCL-Gl, and PCL-Gl-glu matrices, but significantly lower
HUVEC adhesion and proliferation [44].
when cells were seeded on pure PCL or PLGA (Figure 3B).
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According to these data, PCL-Gl-glu matrices provided the best substratum for adhesion and
proliferation of HUVEC. This confirms our previous results demonstrating that modification of the
surface with proteins recognizable by cellular receptors can increase cell adhesion [20]. The exposure
of Gl on the surface of the matrices, especially when its mobility is limited by fixation with
glutaraldehyde, can allow such materials to mimic the properties of natural biological membranes
and promote efficient HUVEC adhesion and proliferation [44].
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(PCL, PCL-Gl, PCL-Gl-glu, PLGA) against TCPS. As suggested previously [63], such common DE genes
might be responsible for facilitating cell contacts with a fibrous matrix. Analysis of the comparisons
between PCL-PLGA and PCL-PCL-Gl shows genes influenced by the chemical composition of the
fibers (e.g., presence of gelatin), common DE genes in PCL-Gl-glu–PCL, and PCL-Gl-glu-PCL-Gl;
comparisons should reveal genes affected by glutaraldehyde treatment.
Table 3. Distribution of differentially expressed (DE) genes by fold change. Total number of DE genes
and number of common DE genes in different comparison groups are shown.
DE Genes, Up/Down
No.

Control

Comparison
Total

PCL

1

125/362
100

TCPS
2

PCL-Gl

657/797

3

PCL-GL-glu

22/169

4

PLGA

30/99

PCl

13/13

PCL-Gl

47/96

5
6

PCL-Gl-glu

1

by FC

Common

75

19

1–2

2–3

3–4

4–5

>5

112/219
[7/35] 1
(5/3) 2
635/602
[7/31]
(1/1)
21/159
[10/88]
(5/62)
18/17
(3/6)
13/13
(7/12)
46/93
(7/11)

12/86
[3/42]
(0/29)
20/105
[3/32]
(4/18)
1/10
[0/2]
(1/7)
11/61
(3/49)
0/0
(0/0)
1/1
(1/0)

1/43
[0/11)]
(1/29)
2/58
[0/22]
(1/30)
0/0
[0/0]
(0/0)
0/20
(0/14)
0/0
(0/0)
0/0
(0/0)

0/13
[0/2]
(0/8)
0/23
[0/5]
(0/16)
0/0
[0/0]
(0/0)
1/1
(0/0)
0/0
(0/0)
0/0
(0/0)

0/1
[0/0]
(0/0)
0/9
[0/0]
(0/4)
0/0
[0/0]
(0/0)
0/0
(0/0)
0/0
(0/0)
0/0
(0/0)

Common DE genes for comparisons 1–3 are given in square brackets.
and 5–6 are given in round brackets.

2

Common DE genes for comparisons 1–4

HUVEC cultivated on all 3D matrices had significant DE genes compared to cells grown on TCPS
(Figure 4). From 75 common DE genes for comparisons of electrospun 3D matrices with TCPS 7–9
upregulated genes (depending on the type of matrices) were in the average and only 1–3 in the high
RPKM category (Table 2). Similarly, 11–20 genes were upregulated with FC 2–3 and 1–3 genes–with
FC 3–5 (Table 3). On PCL-Gl-glu matrices, 21 genes were upregulated with FC 1–2 and just one with
FC 2–3 (Table 3). Few genes in the average or high expression categories had FC 2–3. In cells grown
on PCL-Gl, we found no upregulated genes with FC > 3 and no genes were deregulated with FC >
3 in cells cultivated on PCL-Gl-glu or PLGA matrices (Table S2). DE genes downregulated in cells
cultivated on matrices were almost exclusively in the low or very low expression categories.
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PCL-Gl had the largest number of DE genes, including those in moderate, high, and very high
expression categories (Table 2) and in all FC ranges (Table 3). The second highest number of DE genes
in all ranges of RPKM and FC was between cells cultivated on PCL matrices and TCPS. HUVEC
cultivated on PCL, PLGA, and PCL-Gl were very similar in terms of gene expression with no
significant DE genes (Table 2). Cells from PLGA matrices most closely resembled cells grown on
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PCL-Gl had the largest number of DE genes, including those in moderate, high, and very high
expression categories (Table 2) and in all FC ranges (Table 3). The second highest number of DE genes
in all ranges of RPKM and FC was between cells cultivated on PCL matrices and TCPS. HUVEC
cultivated on PCL, PLGA, and PCL-Gl were very similar in terms of gene expression with no significant
DE genes (Table 2). Cells from PLGA matrices most closely resembled cells grown on TCPS judging
by the lowest number of DE genes. Cells from PCL-Gl-glu had 50% more DE genes compared to
TCPS than those grown on PLGA matrices, but, in cells grown on PCL-Gl-glu, most genes were only
slightly upregulated (22 with FC 1-2, 1 with FC 2-3), whereas on PLGA matrices the upregulation was
somewhat higher numerically (18 with FC 1-2 and 11 with FC 2-3) (Table 3). In cells cultivated on
PCL-Gl-glu matrices, the majority of DE genes were downregulated with FC less than 2. Based on
these numbers and data from Figure 3, PCL-Gl-glu matrices can be considered as suitable counterparts
to TCPS as far as HUVEC cultivation is concerned.
PLGA 3D matrices are more hydrophilic than PCL (Table 1) and their ability to support HUVEC
growth has been demonstrated earlier [64]. A lack of pronounced differences in gene expression agrees
with data, showing that HUVEC better adhere and grow on PLGA matrices than on PCL, but worse
than on PCL-Gl (Figures 2 and 3). PCL-Gl-glu matrices differ from PCL-Gl only by treatment with
glutaraldehyde, which leads to protein cross-linking and stabilization of the fiber’s surface structure.
This suggests that the presence of mobile molecules on the surface not only decreases adhesion and
proliferation of HUVEC (Figure 3), but can also cause changes in gene expression and alter cellular
phenotype of adherent cells. Natural support for endothelial cells consists of insoluble elastin and
collagen fibers of the basal membrane, which are assembled from soluble precursors but lose solubility
as the fiber is formed [65]. Unsurprisingly, HUVEC seems to prefer a solid surface, which mimics
their natural substrate. Materials that achieve facilitating their function result in the emergence of a
normally functioning endothelium.
3.4. GO Enrichment and Functional Analysis of DE Genes
According to Gene Ontology (Panther classification system), common DE genes deregulated in
cells on 3D matrices can be divided into five groups based on their molecular function (Figure 5).
Upregulated genes were found in four groups: binding (two genes), catalytic activity (two genes),
receptor activity (1), and signal transduction (1). Downregulated belonged in three groups: catalytic
activity (28 genes), binding (23 genes), and structural molecule activity (two genes).
Biological processes encompassing these genes can be divided into 10 groups (Figure 6).
Upregulated genes were found only in six groups including biological regulation (3), cellular processes
(3), developmental processes (1), metabolic processes (2), multicellular organismal processes (one gene)
and response to stimulus (3). Downregulated genes were present in all 10 groups: biological adhesion
(1), biological regulation (14), cellular component regulation or biogenesis (18), cellular process (43),
developmental process (1), localization (4), metabolic process (14) multicellular organismal process (2),
reproduction (5), and response to stimulus (2). Downregulated genes were responsible for binding,
catalytic, and metabolic activity (TYMS, MX1, MICAL2, AKAP12 for comparisons of TCPS with PCL,
PCL-Gl, and PLGA, and GLIPR1 for TCPS and PLGA). Since few were expressed on levels above
average and downregulation of such genes may suggest redundancy of their activity for cells cultivated
on fibrillary matrices, downregulated genes were excluded from further analysis.
Several upregulated DE genes are of particular interest in the context of endothelization. HMOX1
was highly expressed in HUVEC cultivated on all 3D matrices compared to TCPS. Additionally, cells
cultivated on PCL-Gl and PLGA expressed AQP1 and VIPR1 on an average level, while TSPAN7 and
PTGR1 were expressed by HUVEC at an average level only on PCL-Gl.
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Biological processes encompassing these genes can be divided into 10 groups (Figure 6).
Upregulated genes were found only in six groups including biological regulation (3), cellular
processes (3), developmental processes (1), metabolic processes (2), multicellular organismal
processes (one gene) and response to stimulus (3). Downregulated genes were present in all 10
groups: biological adhesion (1), biological regulation (14), cellular component regulation or
biogenesis (18), cellular process (43), developmental process (1), localization (4), metabolic process
(14) multicellular organismal process (2), reproduction (5), and response to stimulus (2).
Downregulated genes were responsible for binding, catalytic, and metabolic activity (TYMS, MX1,
MICAL2, AKAP12 for comparisons of TCPS with PCL, PCL-Gl, and PLGA, and GLIPR1 for TCPS
and PLGA). Since few were expressed on levels above average and downregulation of such genes
may suggest redundancy of their activity for cells cultivated on fibrillary matrices, downregulated
genes were excluded from further analysis.
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Several upregulated DE genes are of particular interest in the context of endothelization.
HMOX1 was highly expressed in HUVEC cultivated on all 3D matrices compared to TCPS.
Additionally, cells cultivated on PCL-Gl and PLGA expressed AQP1 and VIPR1 on an average level,
while TSPAN7 and PTGR1 were expressed by HUVEC at an average level only on PCL-Gl.
HMOX1 encodes for heme oxygenase 1 (HO-1)—a stress-inducible enzyme that catabolizes
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HMOX1 encodes for heme oxygenase 1 (HO-1)—a stress-inducible enzyme that catabolizes heme.
HMOX1 is regulated at the transcriptional level, and can be induced by heme and various other agonists
through signal transduction pathways associated with the production of reactive oxygen species by the
mitochondria and/or the endoplasmic reticulum [66]. Active expression of HMOX1 could be a positive
indicator of matrix endothelization since it is involved in vascular protection [67], cytoprotective
effects against vascular injury, including post-transplant vasculopathy, allograft rejection, and ischemia
reperfusion [68], suppression of endothelial cell apoptosis [69], expression of adhesion molecules [70],
and salutary effects against immune-mediated inflammatory diseases [71]. Aquaporin 1 encoded by
an AQP1 gene is highly expressed in most microvascular endothelial cells [72,73]. Ischemia, hypoxia,
and cardioplegia reduce cardiac AQP1 level [74], while AQP1 knockdown results in high permeability
of pulmonary microvasculature [75]. In contrast, AQP1 expression is required for hypoxia-inducible
angiogenesis in human retinal vascular endothelial cells and endothelial cell migration [76,77]. This
suggests that AQP1 expression can be beneficial for endothelialization of vascular grafts. Vasoactive
Intestinal Peptide Receptor 1 encoded by VIPR1 gene also demonstrated a cytoprotective effect
by inducing antiapoptotic signaling [78] and thus can be considered a positive factor of surface
endothelialization. Functions of tetraspanin-cell-surface protein encoded by TSPAN7 gene include
mediation of signal transduction events that play a role in the regulation of cell development, activation,
growth, and motility [79]. Prostaglandin Reductase 1 (PTGR1) related pathways are prostaglandin and
arachidonic acid metabolism associated with inflammation [80,81].
We have identified 100 common DE genes when comparing cells grown on different PCL-based
matrices to TCPS (Tables 2 and 3, Table S2). The surface composition of all these matrices is significantly
different from TCPS and common DE genes identified in these comparisons could be associated with
the response to the structure and chemical composition of the matrix surface. Only three DE genes
were expressed at an average level in cells cultivated on PCL and PCL-Gl with reasonable FC (C1orf21,
BMPER, DUSP5, FC > 2), and no such genes were found in cells from PCL-Gl-glu. At that, two genes
expressed at very high level (FTH1, FTL) were upregulated (FC 1-2) in cells cultivated on all 3D
matrices (Table S2). These genes are involved in iron storage in a soluble and nontoxic form, suggesting
a possible connection with HMOX1 upregulation.
Similarly, DE genes in HUVEC cultivated on PCL-Gl-glu as compared to PCL and PCL-Gl matrices
(Tables 2 and 3) are supposedly affected by the interaction of cells with the fibers. As mentioned
previously, PCL-Gl-glu are only different from PCL-Gl by the restricted mobility of Gl. HUVEC
cultivated on PCL-Gl-glu differed from those cultivated on PCL and PCL-Gl by expression of 26 and 141
genes, respectively. Among those, 19 DE genes were shared in both comparisons, including three highly
expressed genes (ANKRD1, CTGF, CYR61) upregulated in cells cultivated on PCL-Gl-glu matrices with
FC < 2 (Table S2). These genes are responsible for endothelial cell proliferation, adhesion, migration,
etc. [82,83], while five genes with average expression are involved in maintaining cell polarity and
signal transduction (CLDN11) [84,85], proliferation (DKK) [86], development and cell-to-cell signaling
(NRG1) [87,88], and immune response (IL6 and IL1RL1) [89]. Upregulation of these genes in cells
actively proliferating on PCL-Gl-glu is plausible. Out of seven genes deregulated in PCL-Gl-glu but
not PCL-Gl as compared to PCL 6 were mildly downregulated (FC < 1,4). Late endosomal protein
LAMP3 [90] was slightly upregulated FC = 1,24, but its expression was below 1.5 RPKM for both matrix
types. Gene expression profiles of HUVEC cultivated on PCL-Gl-glu were closer to PCL than PCL-Gl
matrices, despite the data demonstrating more efficient adhesion and proliferation of HUVEC on
PCL-Gl-glu (Figure 3). These data suggest significant contributions of not only chemical composition
but also mobility of the surface layer to the efficiency of cell-to-matrix interactions.
Thus, both functional testing and gene expression profiling suggest PCL-Gl-glu matrices as a
suitable surface for HUVEC adhesion and proliferation. Gene expression profiling is a robust tool that
can reveal cause-and-effect relationships between cellular phenotype and principal features of the
materials, such as surface structure and chemical composition of 3D matrices, and indicate expression
markers of specific cell properties. Here, we detected activation of genes mediating desirable cellular
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functions, namely, adhesion, proliferation, inhibition of ectopic tissue calcification and inflammation,
etc. One caveat is that comparison of the cells cultivated on electrospun materials and TCPS is not
entirely valid. TCPS is a smooth, non-permeable artificial support that does not enable many of the
endothelial cell functions—barrier, transport, etc. Moreover, in vivo endothelial cells are influenced by
shearing forces [91,92] and mechanical deformation of the support [93,94], which differ depending on
the localization of vessel in the body and determine their utility for testing of the endothelization of
the materials.
4. Conclusions
In summary, 3D matrices fabricated by electrospinning from solutions of PLGA, PCL, and PCL
blends with Gl were studied as substrates for endothelization by HUVECPCL-Gl-glu matrices were
found to be suitable for cultivation of functional HUVEC cells and production of the inner layer of
vascular grafts. Transcriptome sequencing demonstrated a minimal difference of the gene expression
profile in HUVEC cultivated on PCL-Gl-glu matrices compared to TCPS, confirming these matrices as
the best support for endothelization.
Supplementary Materials: The following are available online at http://www.mdpi.com/1996-1944/12/24/4082/s1,
Table S1: RNA quality, sequencing and alignment summary, Table S2: Fold change (FC) distribution of common
DE genes by expression level.
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