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Abstract: Cellular substructure has been widely observed in the sample fabricated by laser powder
bed fusion, while its growth direction and the crystallographic orientation have seldom been studied.
This research tries to build a general model to construct the substructure from its two-dimensional
morphology. All the three Bunge Euler angles to specify a unique growth direction are determined,
and the crystallographic orientation corresponding to the growth direction is also obtained. Based
on the crystallographic orientation, the substructure in the single track of austenitic stainless steel
316L is distinguished between the cell-like dendrite and the cell. It is found that, with the increase of
scanning velocity, the substructure transits from cell-like dendrite to cell. When the power is 200 W,
the critical growth rate of the transition in the single track can be around 0.31 ms−1 .
Keywords: laser powder bed fusion; substructure; model; growth direction; crystallographic
orientation; cell; cell-like dendrite

1. Introduction
Laser powder bed fusion (LPBF) is a metal additive manufacturing technology. LPBF was
developed to directly fabricate metal parts and tools with complex shape [1]. Later, it was found
that metal parts fabricated by LPBF had a hierarchical structure [2]. Of particular interest is the
solidification substructures observed in several LPBF alloys [3]. The substructure appeared to be cells
or corrugations in the etched two-dimensional (2D) section, and was believed to exist everywhere in
the bulk sample [4–6]. Some researchers realized that the substructure had a three-dimensional (3D)
morphology [7,8], which was in the form of a prismatic array [9]. Nevertheless, the 3D morphology of
the substructure has seldom been validated [10].
The general method to study the substructure can be based on the etched 2D morphology [2–8,10,11],
which is cheap, easy to operate and effective. However, the 3D information on the growth direction of
the substructure cannot be obtained directly from the 2D morphology. Chen et al. built a model of
hexagonal prism to analyze the angle between the growth direction and the normal direction of the 2D
section [7]. Arısoy et al. studied the angle of the growth direction to the building direction [8].
These studies only took one angle into account [7,8], while three angles are necessary to specify a
unique direction in 3D [12]. Hitherto, there is a lack of research to construct the substructure from the
2D morphology in consideration of three angles.
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Kurz indicated that the cellular substructure could be a cell or a cell-like dendrite [13]. The cell
grew along the direction of the thermal gradient, and the dendrite grew with one of its preferred
crystallographic orientations, while the cell-like dendrite could grow in a direction between the
thermal gradient and the preferred crystallographic orientation. However, it is difficult to distinguish
the cell and the cell-like dendrite from the morphology, since the cell-like dendrite might slightly
branch [14,15]. It is possible to make the distinction from the crystallographic orientation of the
substructure, and Sun et al. obtained the crystallographic orientation corresponding to the growth
direction by transmission electron microscopy (TEM) [11]. However, the location information is usually
lost in TEM, which can be further correlated with the local solidification parameters [16]. Herein, it is
attractive to quantify the crystallographic orientation corresponding to the growth direction from the
etched 2D morphology, which enables the distinction between the cell and cell-like dendrite, and the
correlation with the local solidification parameters.
This research tried to construct the structure of the substructure in austenitic stainless steel
(SS316L) fabricated by LPBF. A model was built to construct the substructure from the 2D etched
morphology. Three angles to specify a unique growth direction of the substructure were tended
to be determined by the combination of the geometrical model and the local thermal condition.
Two tests were designed to validate the growth direction. Furthermore, the crystallographic orientation
corresponding to the growth direction was obtained with the help of local orientation data. Yadroitsev
indicated that a part is manufactured track by track with LPBF technology, and that the properties
of the part depended strongly on the properties of each single track and each single layer [17–19].
The study on the morphology and microstructure of the single track facilitates a comprehensive
scientific understanding of the LPBF process-related phenomena and the effect of process parameters.
In this research, the model was applied to construct the substructure from the single tracks at different
scanning velocities. Based on the crystallographic orientation, the cell and cell-like dendrite were
distinguished. The transition between the cell and the cell-like dendrite was compared to previous
experimental and theoretical research.
2. Materials and Methods
An AM 250 LPBF system (Renishaw, New Mill, UK) equipped with an Nd:YAG fiber laser (200 W)
was used, which focused at a spot with a diameter of about 75 µm. The diameter of the SS316L powder
(Renishaw, New Mill, UK) ranged from 15 µm to 45 µm. An SS316L sheet with a thickness of 3 mm
was used as the substrate. Table 1 discloses the nominal chemical composition of the SS316L powder
and the substrate (Renishaw, New Mill, UK). The as-received sheet was heat treated as follows: First
preheating to 850 ◦ C in 2 h and holding for 1 h, then heating to 1000 ◦ C in 1 h and holding for 10 h,
finally cooling with the furnace. Yadroitsev indicated that the continuous and stable single track is
essential to fabricate a 3D part with high quality [17–19]. The stability of the single track can mainly
depend on the parameters of power, scanning velocity and powder thickness [18], and the scanning
velocity seems to be a more flexible and suitable variable to obtain the desirable track microstructure
and geometry [17]. In this research, the power and powder thickness are fixed, and the scanning
velocity is varied. The laser power and the exposure time of each spot were set to be 200 W and 80 µs,
respectively. When fabricating the single track, the point distance was set to be 25 µm, 50 µm and
100 µm, which corresponded to a scanning velocity of 0.31, 0.63 and 1.25 ms−1 , respectively. The hatch
distance was set to be 800 µm, and the thickness of the metal powder layer was 50 µm. A cubic sample
was fabricated with the point distance of 50 µm, the hatch distance of 60 µm, the layer thickness
of 30 µm and the zigzag scanning strategy. The samples were mounted and polished (9 and 3 µm
diamond suspension, and 0.05 µm colloidal silica suspension). The as-polished samples were finally
polished by a 0.06 µm colloidal silica suspension using Vibromet 2 for 1 h. To show the structure of the
substructure, the section normal to the scanning direction from the cubic sample was electrolytically
etched at 6 V for 40 s using a 10% oxalic acid aqueous solution.

Metals 2019, 9, 1231

3 of 10

Metals 2019, 9, x FOR PEER REVIEW

3 of 9

Table 1. Chemical composition of SS316L powder and the substrate.
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3.1. 3D Morphology of the Substructure
Figure 1 shows the substructure from the cubic sample. As seen in Figure 1a, the 2D section
Figure 1 shows the substructure from the cubic sample. As seen in Figure 1a, the 2D section is
is divided into some irregular colonies, which are marked out by the black dotted line. Inside each
divided into some irregular colonies, which are marked out by the black dotted line. Inside each
colony, the substructure is similar in morphology. The boundary of the colony may correspond to
colony, the substructure is similar in morphology. The boundary of the colony may correspond to
the large angle grain boundary [20]. As seen in Figure 1b–d, the substructures are oriented arrays in
the large angle grain boundary [20]. As seen in Figures 1b–d, the substructures are oriented arrays in
3D, and they incline at different angles to the section. In Figure 1b–d, the substructure is inclined,
3D, and they incline at different angles to the section. In Figures 1b–d, the substructure is inclined,
parallel and perpendicular to the section, respectively. The substructure in colony (c) indicates that
parallel and perpendicular to the section, respectively. The substructure in colony (c) indicates that
the substructure is straight, parallel to each other and across the colony in 3D. Despite the different
the substructure is straight, parallel to each other and across the colony in 3D. Despite the different
morphology, the substructure exists everywhere in the section. In consideration of its 3D morphology,
morphology, the substructure exists everywhere in the section. In consideration of its 3D
the substructure can exist everywhere in the cubic sample.
morphology, the substructure can exist everywhere in the cubic sample.
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The hexagon prism in Figure 2d has the top face of a regular hexagon, whose sides equal to 1. A
coordinate system (XYZ), {KP}, is built on the prism. Three Bunge Euler angles (φ1, Φ, φ2) can define
a rotation from {KP} to a sample coordinate system (X’Y’Z’), {KS} [12]. As seen in Figure 2d, when
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where

The ratio of p and q is:

m = (L10 /L20 )2

(3c)

n = (L30 /L20 )2

(3d)

√
p/q = tan(ϕ1 )/ 3

(4)

In consideration of the six-fold symmetry of the hexagon prism, ϕ1 is in the range of [0, π3 ). Given a
real hexagon, Equation (4) will return one solution to ϕ1 .
The value of tanΦ can be calculated from Equation (2d) or (2e). Given the value of tanΦ, there are
four possible Φ:
Φ(1) = arctan(2q/sinϕ1 )
(5a)
Φ(2) = Φ(1) + π

(5b)

Φ(3) = −Φ(1)

(5c)

Φ(4) = −Φ(1) + π

(5d)

The calculation of ϕ2 relies on the cardinal direction of the hexagon. On the one hand, the cardinal
direction of a real hexagon is measured as the angle between the longest diagonal line and X’-axis of
the section, i.e., in {KS }. The cosine value of the angle is labeled as CA. On the other hand, the direction
of X’-axis of {KS } can be expressed as follows in {KP }:
x = (cosϕ1 ·cosϕ2 − sinϕ1 ·sinϕ2 ·cosΦ, sinϕ1 ·cosϕ2 + cosϕ1 ·sinϕ2 ·cosΦ, sinϕ2 ·sinΦ)

(6)

The direction of the longest diagonal line can be:
√
√
l = (−1, 3, (sinϕ1 + 3cosϕ1 )tanΦ)

(7)

which is marked out as the red dot line in Figure 2d. The measured cardinal direction is the angle
between x and l:
x·l/||l|| = CA
(8a)
(sinϕ2 )2 + (cosϕ2 )2 − 1 = 0

(8b)

Given one Φ, Equations (8a) and (8b) will return two possible ϕ2 .
The above calculations can only return the possible mathematical solutions to Φ and ϕ2 , but not
the unique solution. It is likely to determine the unique solution in consideration of the local thermal
condition of the substructure. The growth direction of the prism in {KS } is the direction of Z-axis of
{KP }, which is the third column of the rotation matrix in Equation (11):
v = (sinϕ2 ·sinΦ, cosϕ2 ·sinΦ, cosΦ)

(9)

Due to the thermal condition in the single track, the cellular substructure can grow along the
scanning direction and towards the center and the top of the track [7,14]. The location (x’, y’, z’ = 0)
of the cellular substructure can be read from the 2D section. The signs of the components of v are
checked to see whether they agree with the local thermal condition. The sign of the third component,
cosΦ, can be determined from the scanning direction. Hence, the possible Φ in Equations (5a–d) are
reduced from four to two. For each Φ, two possible ϕ2 are obtained from Equation (8a) and (8b),
and the possible vs. are calculated by Equation (9). The second component of v, cosϕ2 •sinΦ, must be
positive to ensure the upward growth of the cellular substructure. The sign of the third component of
v can be opposite to the sign of x’ due to heat conduction. It means that if the substructure locates on
the left side, it shall grow towards the right side. Herein, the unique Φ, ϕ2 , and v can be selected from
the possible mathematical solutions.
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Two tests are designed to validate the unique solution. One is to project Figure 2c onto the plane
normal to the growth direction, as shown in Figure 2e. The outline of the substructure in the projected
figure shall be as close as possible to the regular hexagon. The unique solution may be slightly tailored
to better satisfy the tests. The other is to draw a hexagon by intercepting the prism growing along the
growth direction with the section of (X’OY’), as shown in Figure 2f. The morphology and cardinal
direction of the hexagon shall be as similar as possible to that of the substructure in Figure 2c.
Furthermore, the crystallographic orientation, (ϕ1 C , ΦC , ϕ2 C ), corresponding to the same area,
are read from the EBSD map, as seen in Figure 2b. The crystallographic orientation of v is:
cv = g·v

(10)

where g is the rotation matrix, which rotates the sample system, {KS }, to the crystal system, {KC }.
The rotation matrix is calculated as follows [12]:

· cos ϕC
− sin ϕC
· sin ϕC
· cos ΦC ,
 cos ϕC
2
2
1
1

g =  cos ϕC
· sin ϕC
− sin ϕC
· cos ϕC
· cos ΦC ,
1
1
1
1

C
C
sin ϕ1 · sin Φ

sin ϕC
· cos ϕC
· cos ϕC
· sin ϕC
· cos ΦC ,
2
2
1
1

− sin ϕC
· sin ϕC
+ cos ϕC
· cos ϕC
· cos ΦC ,
1
1
1
1
− cos ϕC
· sin ΦC
1


sin ϕC
· sin ΦC 
2

 (11)
C 
cos ϕC
·
sin
Φ

2

C
cos Φ

This model can be a general way to construct the solidification microstructure from the 2D section,
since it depends on the quantitative data from the etched 2D morphology. Three Bunge Euler angles to
specify a growth direction can all be determined. The unique solution can be selected in consideration
of the local thermal condition. Hence, this model can offer more information on the growth direction
compared to the previous research [7,8], which took only one angle into account.
Moreover, image processing techniques may increase efficiency when processing a large number
of images [8]. The image processing techniques may also lower the error of the calculation of the
growth direction, because the tests are done by eyes in the present case.
Because all the three Bunge Euler angles of v have been determined, the crystallographic orientation
corresponding to the growth direction can be easily obtained with the EBSD technique. The location
information of the selected zone can be quickly read from the etched section, which can be further
related to the local solidification parameters [16]. This model can also be more efficient than TEM in
obtaining a large number of crystallographic orientations.
3.3. Application of the Model
Because the local thermal condition can be easily determined in a single track, the model is applied
to the transverse cross section from the single track. A set of growth directions and their crystallographic
orientations were obtained from different colonies in the sections from the single tracks at different
scanning velocities. They are plotted in the stereographic pole figure (PF) and the stereographic inverse
pole figure (IPF), respectively. The images from the scanning electron microscope have been processed
by the technique of gradation analysis to better show the outline of the substructure.
Figure 3a–c are the PFs of the growth directions, where a vector from the center point to the data
point represents the growth direction. As can be seen, all of the substructure grows upward and toward
the center of the track. Such growth tendency results from the thermal gradient in the track [7,14].
In each PF, the growth directions locate around an arc, which can partly result from the arc-like melting
boundary, as seen in Figure 2a. With the increase of scanning velocity, the arc gets closer to the building
direction (BD). The inclination angle between the growth direction and BD is calculated, whose average
and standard deviation are listed in the PFs. The average inclination angle decreases from 44.91◦ to
36.91◦ as the scanning velocity increases, which means that the substructure grows more vertically
at the faster scanning velocity. The standard deviation of the inclination is about 13◦ ~16◦ , which is
relatively large compared to the average inclination angle. The variation may result from the transient
thermal gradient and the random crystallographic orientation of the polycrystalline substrate.

magnitude with the experimental and theoretical results [14,23]. It is noted that the critical growth
rate in the present case is comparable to that obtained from the commonly used parameters in LPBF
[2,4–8,11,27,28], and in other rapid solidification processes [14–16,23]. In these cases, it is suggested
to be cautious to assume that the cellular substructure grows along the <001> crystallographic
orientation.
Besides, the development of the substructure may also depend on the as-solidified
Metals
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substructure in LPBF [7]. Further research may be achieved with the model presented in this research.

Figure 3.
3. The stereographic
stereographic pole figures of
of the
the growth
growth direction
direction and
and the
the stereographic
stereographic inverse
inverse pole
pole
Figure
figures of
of the
the corresponding
corresponding crystallographic
crystallographic orientation.
orientation. Both
calculated from the
the
figures
Both (a) and (d) are calculated
substructure in the track at scanning velocity of 0.31 ms−1 . Both (b) and (d) are at the scanning
velocity of 0.63 ms−1 . Both of (c) and (e) are at the scanning velocity of 1.25 ms−1 . In the pole figures,
the inward growth directions are plotted as red points, while the outward growth directions are plotted
as blue points.

The crystallographic orientation of the growth direction is shown in Figure 3d–f. Only the
substructure in the track at scanning velocity of 0.31 ms−1 tends to grow with the <001> crystallographic
orientation. In the other two tracks, the crystallographic orientation of the substructure is rather
random, and no obvious tendency to be around <110> or <111>. As seen in the subplot in the PFs,
the morphologies of the substructure do not show any branching, and they are cell-like.
In addition, the size of the substructure does not vary steeply with the increase of scanning
velocity, which is also observed by other researchers [6,7,20]. Nevertheless, the crystallographic
orientation indicates that a transition in solidification mode occurs with the increase of scanning
velocity. The transition is whether the crystallographic orientation of the growth direction is along
<001> or not. As shown in Figure. 1, the cellular substructure is straight in three dimensions. It is
believed that the selection of growth orientation, i.e., the solidification mode, can start from the very
beginning of solidification. According to the definition from Kurz [13], the dendrite grew with one
of its preferred crystallographic orientations, and the cell grew along the direction of the thermal
gradient. For alloys with a cubic crystal system, the <001> crystallographic orientation is found
to be the preferred orientation [7,11,13]. At a low scanning velocity of 0.31 ms−1 , the substructure
in the track tends to grow along with the <001> crystallographic orientation, which is more likely
to be cell-like dendrite. At a higher scanning velocity, there can be no preferred crystallographic
orientation, and the substructure is more likely to be that of a cell. On the one hand, the direction
of the thermal gradient at different locations of the melting pool is different [6,7,22]. On the other
hand, a polycrystalline substrate is used. Given the direction of the thermal gradient at a fixed location
in the melting pool, the crystallographic orientation corresponding to the thermal gradient can vary
as the melting pool moves [22]. Since the cell grows along the direction of the thermal gradient,
the corresponding crystallographic orientation can be random.
The transition between cell and dendrite can occur in the low and high growth rate regime, which
corresponds to the constitutional undercooling limit and the absolute stability limit, respectively [23].
In the low growth rate regime, it was found that with the increase of growth rate, the cell transited to the
dendrite, and the cell-like dendrite tended to grow along the <001> crystallographic orientation [24,25].
In the high growth rate regime, the tendency is reversed [14,15,26]. In the present case, the cell-like
dendrite transits to the cell with the increase of scanning velocity, which can belong to the transition
in the high growth rate regime. Such a transition at a high growth rate agrees with the experimental
observation [14,15,26] and with the theoretical prediction [23]. This indicates that the solidified
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conditions in LPBF can be close to absolute stability. In the track at a scanning velocity of 0.31 ms−1 ,
there are also some points far away from the <001> crystallographic orientation, which may be
cells. Besides, all the substructure in the other two tracks at the higher scanning velocity is cell. It is
estimated that the critical growth rate of the transition may be around 0.31 ms−1 in the single track
with power of 200 W. This critical growth rate is also comparable in magnitude with the experimental
and theoretical results [14,23]. It is noted that the critical growth rate in the present case is comparable
to that obtained from the commonly used parameters in LPBF [2,4–8,11,27,28], and in other rapid
solidification processes [14–16,23]. In these cases, it is suggested to be cautious to assume that the
cellular substructure grows along the <001> crystallographic orientation. Besides, the development of
the substructure may also depend on the as-solidified substructure in LPBF [7]. Further research may
be achieved with the model presented in this research.
4. Conclusions
The substructure in SS316L fabricated by LPBF can grow in the form of an oriented array in
3D. For such substructure, a model is built to calculate its growth direction from the 2D morphology.
The three Bunge Euler angles to a unique growth direction is determined in consideration of local
thermal condition. Furthermore, the crystallographic orientation corresponding to the growth direction
is obtained. The model has been successfully applied to construct the substructure in the single tracks
fabricated at different scanning velocities. When the scanning velocity ranges between 0.31 ms−1
and 1.25 ms−1 , the growth direction of the substructure is random, and it tends to be along BD with
the increase of scanning speed. The transition from cell-like dendrite to the cell is identified by the
crystallographic orientation. At low scanning velocity, the substructure is cell-like dendrite growing
along with the <001> crystallographic orientation. At high scanning velocity, the substructure is cell,
whose crystallographic orientation is also random. The critical growth rate of the transition in the
single track with power of 200 W can be around 0.31 ms−1 .
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