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Abstract: Quartz samples of different origin from 10 localities in the Southern Ural region, Russia
have been investigated to characterize their trace element compositions and defect structures.
The analytical combination of cathodoluminescence (CL) microscopy and spectroscopy, electron
paramagnetic resonance (EPR) spectroscopy, and trace-element analysis by inductively coupled
plasma mass spectrometry (ICP-MS) revealed that almost all investigated quartz samples showed
very low concentrations of trace elements (cumulative concentrations of <50 ppm with <30 ppm
Al and <10 ppm Ti) and low abundances of paramagnetic defects, defining them economically as
“high-purity” quartz (HPQ) suitable for high-tech applications. EPR and CL data confirmed the
low abundances of substitutional Ti and Fe, and showed Al to be the only significant trace element
structurally bound in the investigated quartz samples. CL microscopy revealed a heterogeneous
distribution of luminescence centres (i.e., luminescence active trace elements such as Al) as well
as features of deformation and recrystallization. It is suggested that healing of defects due to
deformation-related recrystallization and reorganization processes of the quartz lattice during
retrograde metamorphism resulted in low concentrations of CL activator and other trace elements
or vacancies, and thus are the main driving processes for the formation of HPQ deposits in the
investigated area.
Keywords: quartz; cathodoluminescence; electron paramagnetic resonance; trace elements

1. Introduction
Quartz and other silica minerals are some of the most important rock-forming minerals of the
Earth’s crust, and are important industrial raw materials. Owing to their abundance and physical and
chemical properties, natural silica raw materials have a wide range of industrial and technological
applications [1,2].
In particular, high-purity quartz (HPQ), with less than 50 ppm of contaminating trace
elements [3,4], is of high economic value, resulting in prices up to 20 times higher than those of
low-quality (“common”) silica raw materials [5,6]. High-purity quartz is of strategic importance
for the high-tech industry, because it is a critical material for the manufacture of crucibles used
for single crystal growth of silicon metal (needed for solar panel and micro-chip production),
high-temperature lamp tubing, telecommunications, optics, and semiconductor materials. Because

Minerals 2017, 7, 189; doi:10.3390/min7100189

www.mdpi.com/journal/minerals

Minerals 2017, 7, 189
Minerals 2017, 7, 189

2 of 19
2 of 19

of the increasing demand for HPQ there are increasing exploration activities underway to search for
The
specificworldwide.
quality requirements of the quartz material are challenging with respect to
potential
deposits
analytics
due
to
the
very
low concentrations
(frommaterial
0.1 to 50are
ppm)
of impurity
elements
[2].
The specific quality
requirements
of the quartz
challenging
withtrace
respect
to analytics
Natural
silica
materials,
in
particular
quartz,
are
characterized
by
specific
properties—including
due to the very low concentrations (from 0.1 to 50 ppm) of impurity trace elements [2]. Natural silica
lattice defects, abundance of lattice-“foreign” trace elements, degree of recrystallization, etc.—which
materials, in particular quartz, are characterized by specific properties—including lattice defects,
are the result of the regional geological history and the related specific conditions of formation.
abundance of lattice-“foreign” trace elements, degree of recrystallization, etc.—which are the result
Therefore, the knowledge of the interrelations between genetic conditions and quartz properties can
of the regional geological history and the related specific conditions of formation. Therefore,
be used both for the reconstruction of geological processes and for the prediction of deposit location
the knowledge of the interrelations between genetic conditions and quartz properties can be used both
and quality as well as for specific industrial applications [7]. In particular, information about the
fornumber
the reconstruction
geological
processesforand
the prediction
deposit
location
andpotential
quality as
and types ofofdefects
is important
thefor
processing
of the of
raw
materials
and the
well
as
for
specific
industrial
applications
[7].
In
particular,
information
about
the
number
and
types
technical applications.
of defects
important
forpresents
the processing
ofathe
raw materials
and the potential
technical applications.
Theispresent
study
results of
comprehensive
mineralogical
and geochemical
study on
The
present
study
presents
results
of
a
comprehensive
mineralogical
and
geochemical
study on
potential HPQ deposits of different genetic types from 10 sites in the Southern Ural region, Russia.
potential
HPQ
deposits
of
different
genetic
types
from
10
sites
in
the
Southern
Ural
region,
Russia.
The investigation aims to obtain detailed information about the type and abundance of lattice
Thedefects
investigation
aims to obtain
information
about
the typeinand
abundance
of lattice
defects
and contaminating
tracedetailed
elements
of these quartz
materials
order
to determine
the critical
andprocesses
contaminating
trace elements
of these
materials
order
to determine
theiscritical
processes
and conditions
responsible
for quartz
the formation
of in
HPQ
deposits.
This aim
achieved
by a
of multiple high-sensitivity
analytical
ranging
from
cathodoluminescence
andcombination
conditions responsible
for the formation
of HPQ techniques
deposits. This
aim is
achieved
by a combination
(CL) microscopy
and spectroscopy
to electronranging
paramagnetic
resonance (EPR) spectroscopy
and
of multiple
high-sensitivity
analytical techniques
from cathodoluminescence
(CL) microscopy
by paramagnetic
inductively coupled
plasma
spectrometry
(ICP-MS) andanalysis
laser
andtrace-element
spectroscopyanalysis
to electron
resonance
(EPR)mass
spectroscopy
and trace-element
ICP-MS.
by ablation
inductively
coupled plasma mass spectrometry (ICP-MS) and laser ablation ICP-MS.
2. Materials
and
Methods
2. Materials
and
Methods
Geological
Backgroundand
andSample
SampleMaterial
Material
2.1.2.1.
Geological
Background
Potential
high-purity
quartzfrom
from1010different
differentlocalities
localitiesofofthe
theSouthern
SouthernUral
Uralregion
regionnorthwest
northwest of
Potential
high-purity
quartz
of
Chelyabinsk
(Russia)
was
investigated
(Figure
1,
Table
1).
The
sample
material
includes
quartz
Chelyabinsk (Russia) was investigated (Figure 1, Table 1). The sample material includes quartz
from a
from
a
pegmatite,
hydrothermal
quartz
veins,
tectonically
deformed
and
partially
recrystallized
pegmatite, hydrothermal quartz veins, tectonically deformed and partially recrystallized hydrothermal
hydrothermal
quartz,
fromoccurrences.
two quartzite occurrences.
quartz,
and quartz
fromand
twoquartz
quartzite

Figure
1. 1.Topographic
quartz occurrences
occurrencesofofthe
theSouthern
Southern
Ural
Figure
Topographicsketch
sketchshowing
showing the
the investigated
investigated quartz
Ural
region
northwest
ofof
Chelyabinsk
(Berkut),2—Kyshtym
2—Kyshtym(sample
(sample
Ky-175),
region
northwest
Chelyabinsk(Russia);
(Russia);1—Berkutinskaya
1—Berkutinskaya (Berkut),
Ky-175),
3—Argazinskoe
(Arg),(Arg),
4—Vjasovka
(Vja), 5—Itkulskoe
(Itkul), 6—Bolotnaya
7—Kuznechikhinsk
3—Argazinskoe
4—Vjasovka
(Vja), 5—Itkulskoe
(Itkul), (Bol),
6—Bolotnaya
(Bol),
7—Kuznechikhinsk
(Ku-414, ridge
Ku-2136),
ridge (Yur),
9—Taganai
ridgerelate
(MT-09).
(Ku-414,
Ku-2136), 8—Yurma
(Yur),8—Yurma
and 9—Taganai
ridge and
(MT-09).
Numbers
to the
Numbers
relate
to
the
locations
and
quartz
types
in
Table
1.
locations and quartz types in Table 1.

Minerals 2017, 7, 189

3 of 19

Table 1. Investigated quartz samples from the Southern Ural region (Russia).
Location

Type

Sample

1 Berkutinskaya
2 Kyshtym
3 Argazinskoe
4 Vjazovka
5 Itkulskoe
6 Bolotnaya
7 Kuznechikhinsk
7 Kuznechikhinsk
8 Yurma ridge
9 Taganai ridge

Pegmatite
Hydrothermal vein
Hydrothermal vein
Hydrothermal vein
Hydrothermal vein
Hydrothermal vein
Hydrothermal vein, metamorphic overprint
Hydrothermal vein, metamorphic overprint
Quartzite
Quartzite

Berkut
Ky-175
Arg
Vja
Itkul
Bol
Ku-414
Ku-2136
Yur
MT-09

All quartz bodies occur within the Ufalei metamorphic (gneiss–migmatite) complex, consisting
of two tectonometamorphic units which lay on top of each other. Highly metamorphosed Upper
Proterozoic rocks of the Ufalei suite belong to the lower unit and form the core of an anticlinorium.
The hydrothermal vein deposits from Kyshtym (sample Ky-175), Kuznechikhinsk (10 km southwest of
Kosli, samples Ku-414, Ku-2136), and Argazinskoe (on the southwest coast of Lake Argazin, sample
Arg), and the quartzite massifs of Yurma (north of Karabasch on the Yurma ridge) as well as the
Taganai ridge (north of Slatoust, sample MT-09) are situated within this unit (Table 1). The pegmatite
body of the Berkutinskaya deposit is situated within the Berkut ridge near Kyschtym. The upper unit
of the Ufalei metamorphic complex comprises Ordovician and Lower Devonian sequences represented
by terrigenous schistose meta-sediments surrounding the anticlinorium core. This unit hosts the
hydrothermal vein deposits Vjazovka near Vyschnevogorsk, Bolotnaya and Itkulskoe (north coast of
Lake Itkul) (Figure 1, Table 1).
All quartz bodies were formed during long-lasting and multi-stage metamorphism in the Ural
region [8]. Two main stages of metamorphism can be distinguished in the investigated area: (1) the Late
Cambrian stage, which correlates with the formation of the Ufalei anticlinorium and is subdivided into
two sub-stages—an early phase of progressive metamorphism (sillimanite-almandine subfacies of the
amphibolite facies), followed by retrograde metamorphism; and (2) the Middle Paleozoic stage, which
is characterized by metamorphic transformations of the gneiss core and schist frame (staurolite–quartz
subfacies of the amphibolite facies). Silica mobilization and formation of hydrothermal quartz veins
and bodies are supposedly related to the retrograde stages of both metamorphic events [9].
2.2. Analytical Methods
Polished thin sections were prepared for microscopic and cathodoluminescence (CL)
investigations from all samples listed in Table 1. Polarizing microscopy was carried out using a Zeiss
Axio Imager A1m (ZEISS Microscopy, Jena, Germany) to document the grain-size and microstructure
of the different quartz types. Micrographs were recorded using a digital camera MRc5 and the software
Axiovision (ZEISS Microscopy, Jena, Germany).
CL microscopy and spectroscopy were performed on carbon-coated thin sections using a
hot-cathode CL microscope HC1-LM (LUMIC, Bochum, Germany) [10]. The system was operated
at 14 kV and 0.2 mA (current density ~10 µA/mm2 ) with a defocused electron beam. Luminescence
images were captured during CL operations using a peltier cooled digital video-camera (OLYMPUS
DP72, OLYMPUS Deutschland GmbH, Hamburg, Germany). CL spectra in the wavelength range of
370–920 nm were recorded with an Acton Research SP-2356 digital triple-grating spectrograph with a
Princeton Spec-10 charge-coupled device (CCD) detector (OLYMPUS Deutschland GmbH, Hamburg,
Germany) that was attached to the CL microscope by a silica-glass fibre guide. CL spectra were
measured under standardized conditions (wavelength calibration by a Hg-halogen lamp, spot width
30 µm, measuring time 5 s). Irradiation experiments were performed to document the behaviour of the
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quartz samples under electron irradiation. Samples were irradiated 5 min under constant conditions
(14 kV, 0.2 mA) and spectra were measured initially and after every 1 min.
The paramagnetic centres of quartz-powder samples were investigated by EPR spectroscopy
using a Bruker EMX spectrometer (Bruker Corporation, Billerica, MA, USA) operated with the X-band
microwave frequencies at both room temperature and liquid-nitrogen temperature. Experimental
conditions for room-temperature EPR included a microwave frequency of ~9.63 GHz, modulation
frequency of 100 kHz, modulation amplitude of 0.1 mT, and microwave powers from 0.02 mW to
20 mW. The spectral resolutions were ~0.146 mT for wide scans 50–6500 mT and 0.024 mT for narrow
scans 300–350 mT. All samples after room-temperature EPR measurements were irradiated at room
temperature in a 60 Co cell for a dose of ~10 kGy. Low-temperature (85 K) EPR measurements were
made immediately after gamma-ray irradiation, with similar experimental conditions used for the
room-temperature analyses except for a microwave frequency of ~9.39 GHz.
The chemical composition of bulk quartz samples (dissolved powders) was first analysed using
solution ICP-MS. The samples (400–500 mg) for ICP-MS analysis were milled to a grain size of <30 µm
using a pre-cleaned agate mortar. The powdered sample was digested in a glassy carbon vessel
with 5 mL concentrated HF and 3 mL concentrated HNO3 at 50 ◦ C (35 min). Rhenium solution
(1 mL of 100 µg·L−1 concentration) was added as an internal standard for the ICP-MS measurements.
The analysis was performed using a Perkin Elmer Sciex Elan 5000 quadrupole instrument (Percin Elmer
Inc., Baesweiler, Germany) with a cross-flow nebulizer and a rhyton spray chamber. The precision
and accuracy of the ICP-MS measurements were evaluated by analysis of the glass sand reference
material UNS-SpS. The relative standard deviations for most analytes were below 10%. The ICP-MS
results showed procedural limits of detection ranging from 0.22 µg·L−1 to 3.1 µg·L−1 for Na, Mg, Al,
K, Ca and Ba. Elements such as Li, Mn and Sr had procedural limits of detection ranging from 0.02 to
0.04 µg·L−1 , whereas these limits range from 1 to 7 µg·L−1 for the other elements investigated [11].
In addition, 200-µm polished thick sections of the samples were prepared for laser ablation
inductively-coupled plasma mass spectrometry (LA-ICP-MS) to determine trace elements of individual
quartz crystals in situ. Concentrations of Li, Be, B, Na, Al, P, K, Ca, Ti, Mn, Fe, Ge, Rb, Sr, Ga, and Sb
were analysed with a double-focusing sector field mass spectrometer ELEMENT XR coupled with a
NewWave 193-nm excimer laser probe (Thermo Scientific, Waltham, MA, USA) [12]. The laser had
a pulse rate of 20 Hz, a speed of 15 µm·s−1 , a spot size of 50 µm and energy fluence of 5–7 mJ·cm−2
on the sample surface. Raster ablation was applied on an area of approximately 150 µm × 300 µm.
The approximate depth of ablation was about 50 µm. The carrier gas for transport of the ablated
material to the ICP-MS was He mixed with Ar. External calibration was performed using three
silicate glass reference materials produced by the National Institute of Standards and Technology,
USA (NIST SRM 610, 612 and 614). In addition, the NIST SRM 1830 soda-lime float glass (0.1% m/m
Al2 O3 ), the certified reference material BAM No.1 amorphous SiO2 glass from the Federal Institute for
Material Research and Testing in Germany, and the Qz-Tu synthetic pure quartz monocrystal provided
by Andreas Kronz from the Geowissenschaftliches Zentrum Göttingen (GZG), Germany, were used.
Each measurement comprised 15 scans of each isotope, with a measurement time varying from a
0.15 s/scan for K in high resolution to a 0.024 s/scan of, for example, Li in low resolution. A linear
regression model, including several measurements of the different reference materials, was used to
define the calibration curve for each element. For the calculation of P concentrations, the procedure
of Müller et al. [13] was applied. Ten sequential measurements on the Qz-Tu synthetic pure quartz
monocrystal were used to estimate the limits of detection (LOD—3σ of 10 measurements; see Table S3).
The analytical error ranges within 10% of the absolute concentration of the element.
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revealed by CL (Figure 3).
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Figure 3. Examples of micro-structural heterogeneities detected by cathodoluminescence (CL) in the
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The rare earth element (REE) concentrations are listed in Table S2 and illustrated in Figure 10.
The rare earth element (REE) concentrations are listed in Table S2 and illustrated in Figure 10.
In some samples (Berkutinskaya, Bolotnaya, Ku-414, and Ku-2136) the concentrations of certain rare
In some samples (Berkutinskaya, Bolotnaya, Ku-414, and Ku-2136) the concentrations of certain
earth elements are below the detection limit of the applied ICP-MS analysis and, thus, their
rare earth elements are below the detection limit of the applied ICP-MS analysis and, thus, their
chondrite-normalized REE distribution patterns are not shown in Figure 10. The REE patterns of the
chondrite-normalized REE distribution patterns are not shown in Figure 10. The REE patterns of
two quartzite samples are different to the patterns of the hydrothermal quartz. In particular, the
the two quartzite samples are different to the patterns of the hydrothermal quartz. In particular,
quartzite sample MT-09 has high absolute REE concentrations with a typical crustal signature of
the quartzite sample MT-09 has high absolute REE concentrations with a typical crustal signature of
enriched light REE (LREE) and depleted heavy REE (HREE) (Figure 10a). The REE enrichment is
enriched light REE (LREE) and depleted heavy REE (HREE) (Figure 10a). The REE enrichment is most
most likely be related to micro-inclusions found in this sample. The quartzite from Yurma has much
likely be related to micro-inclusions found in this sample. The quartzite from Yurma has much lower
lower REE contents but shows a similar LREE pattern. However, the HREE are slightly enriched.
REE contents but shows a similar LREE pattern. However, the HREE are slightly enriched.
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Figure 11 shows the concentrations of Al and Ti measured by laser ablation ICP-MS
Figure 11 shows the concentrations of Al and Ti measured by laser ablation ICP-MS (LAICP-MS)
(LAICP-MS) and the field defining the quartz economically as high-purity quartz (HPQ) in
and the field defining the quartz economically as high-purity quartz (HPQ) in accordance with
accordance with Harben [3] and Müller et al. [4]. It can be concluded that all quartz samples except
Harben [3] and Müller et al. [4]. It can be concluded that all quartz samples except MT-09 plot into
MT-09 plot into the HPQ field. The best chemical quality is of quartz of the hydrothermal veins at
the HPQ field. The best chemical quality is of quartz of the hydrothermal veins at Kyshtym (Ky-175)
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ions H+ , Li+ , Na+ commonly charge-compensate the Al defects. However, Na (together with other
alkali and alkali earth elements) seems to be mainly related to fluid inclusions (see Figure 9) and the Li
content is low in all samples. Data from literature show that hydrothermal quartz mineralization and
pegmatite quartz often contain elevated concentrations of Li [23], and Li is a common charge-balancing
cation for Al [24]. The data of the present study, however, indicate that the charge compensator of Al3+
substituting Si4+ is predominantly H+ . This is in accordance with the results of Miyoshi et al. [25] who
detected a preferred incorporation of H+ as the charge-balancing cation of Al defects in hydrothermal
quartz. Müller et al. [26] have already shown that igneous quartz preferentially incorporates H+ as a
charge-balancing cation in lieu of Li, K and Na. Similar findings have been made more recently for
pegmatite quartz [27,28].
Although the comparison of EPR and trace-element data reveals a general trend of an increasing
number of paramagnetic Fe centres with increasing contents of chemically measured Fe concentrations
(with the exception of sample MT-09), there are nevertheless variations in the absolute values.
The differences could be explained by two different facts. First, Fe-bearing micro-inclusions are
the reason for elevated Fe concentrations in the bulk quartz samples. This is especially true for sample
MT-09, where a couple of mineral inclusions (e.g., mica) have been detected by microscopy. Second,
Fe is known to occur as both Fe2+ and Fe3+ in quartz [15,29]. However, Fe2+ is not detectable by EPR
at X-band frequencies [14]. Therefore, 1:1 correlations of the Fe3+ EPR signal with the total Fe contents
from chemical analyses are not expected.
4.2. Cathodoluminescence and Structural Defects
Characteristic luminescence colours of quartz with different geological history, and associated
spectral CL measurements together with the results from the EPR spectroscopy provided information
about the defect structures and incorporated trace elements, primary growth conditions, and processes
of secondary overprint. These features not only influence the properties and quality of the potential
quartz raw material, but also allow insights into the genetic history of the quartz occurrences.
According to Ramseyer and Mullis [30] and Götze et al. [31] the activation of the visible
greenish-blue CL of the pegmatite quartz from Berkutinskaya is associated with cation compensated
trace-element centres in the quartz structure. The intensity of the luminescence emission falls off rapidly
after electron bombardment within 30–60 s, which can be related to ionization-enhanced diffusion of
luminescence centres as was shown by Ramseyer and Mullis [30] with electro-diffusion experiments.
However, the absolute concentration of Al in this sample is low (<10 ppm). This is confirmed by
the low abundance of paramagnetic trace-element defects of Al, Ti and Ge. Also, the contents of Li
and other cations are far below the common abundance of such elements in pegmatite quartz [24,31].
The heterogeneous CL textures of grains indicate a heterogeneous distribution of trace elements
responsible for the CL (Figure 3b). Only areas with higher intensity (brighter CL) of the transient CL
point to elevated contents of responsible trace elements (e.g., Al, Li). Moreover, a possible role of H+
for the 500-nm luminescence signal must be taken into consideration.
All hydrothermal quartz samples show a characteristic short-lived blue CL, which is elicited by
two main emission bands at ~390 nm and 500 nm. According to Ramseyer and Mullis [30] and Perny
et al. [32] these luminescence bands are activated by cation-compensated [AlO4 /M+ ]-centres in the
quartz structure. The strong decrease of these emission bands during electron irradiation is due to
the interaction of the cation-balanced Al centres with the electron beam and indicates elevated trace
element contents in areas with high CL intensity [30,33] (Figure 4b). Such heterogeneous pattern is
depicted in the quartz from Vjazovka (compare Figure 3d), which has an elevated concentration of Al
compared to the other samples but shows no remarkable EPR signal for the [AlO4 ]0 centre.
The relatively low contents of Al and charge-balancing cations in some of the investigated
hydrothermal quartz suggest that either the [AlO4 /M+ ] defects are effective CL activators (i.e., even
low abundance of [AlO4 /M+ ] can activate the characteristic CL), or that other activators exist for
this specific luminescence. Gorton et al. [34] found the typical short-lived blue CL in synthetic
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The quartz samples from Kuznechikhinsk (Ku-414, Ku-2136) illustrate that deformation of
The quartz samples from Kuznechikhinsk (Ku-414, Ku-2136) illustrate that deformation of
hydrothermal quartz resulted in a general decrease of the luminescence intensity and a
hydrothermal quartz resulted in a general decrease of the luminescence intensity and a homogenization
homogenization of the CL pattern. This fact can probably be related to healing of defects and
of the CL pattern. This fact can probably be related to healing of defects and reduction of trace-element
reduction of trace-element impurities due to recrystallization and reorganization processes of the
impurities due to recrystallization and reorganization processes of the quartz lattice. Measured
quartz lattice. Measured trace-element contents are low (e.g., Al < 10 ppm, Ti < 2 ppm, Li ~ 1 ppm)
trace-element contents are low (e.g., Al < 10 ppm, Ti < 2 ppm, Li ~1 ppm) and even the detected
and even the detected intensities of paramagnetic defects of Al and Fe as well as vacancy-related
intensities of paramagnetic defects of Al and Fe as well as vacancy-related defects are very low.
defects are very low.
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The visible CL colour of both metamorphically overprinted hydrothermal quartz and quartzite is
dark blue, and the spectra are dominated by two bands at 450 and 650 nm, respectively (Figure 4c,d).
The typical luminescence emission bands at 390 nm and 500 nm that were detected in the hydrothermal
quartz samples are missing. The emission observed at ~450 nm is associated with O-deficiency centres
(ODC) in quartz [36,37]. It can be related to the recombination of the self-trapped exciton (STE), which
involves an irradiation-induced oxygen Frenkel pair consisting of an oxygen vacancy and a peroxy
linkage [38].
The 650-nm emission is attributed to non-bridging oxygen-hole centres (NBOHC), which are
formed from different precursor defects [39,40]. A number of different precursors of this NBOHC
have been proposed, such as H- or Na-impurities, peroxy linkages (O-rich samples), or strained
Si-O bonds [38]. The time dependent spectra reveal an increase of the 650 nm band under the
electron beam, which points to a conversion of precursor centres into the NBOHC. Considering the
mechanical deformation of the samples, strained Si–O bonds may result in bond breaking during
electron bombardment and thus, in the formation of NBOHC and the related increase of the 650-nm
emission band.
Another conspicuous CL feature is the orientation-dependent CL behaviour that was observed
in the hydrothermal quartz from Kyshtym (sample Ky-175; Figure 5). The initial blue CL colour of
quartz sub-grains cut perpendicular to the crystallographic c-axis turned into a red-violet CL colour
during electron irradiation (due to increasing 650-nm emission intensity). Surprisingly, sub-grains with
other orientations do not show the same effect and only the intensity of the initial blue CL decreases
(strong decline of the 450-nm emission band).
It cannot be ruled out that the crystallographic orientation of the crystals influences the interaction
with the electron beam due to the relatively open structural channels along the c-axis of the quartz
lattice. An alignment of the c-axis along the microscope axis would than provide a more intensive
interaction with the electron beam, i.e., an increased conversion of precursor centres of the NBOHC
associated with a stronger increase of the 650-nm emission. Another explanation is probably the
influence of polarization effects of the luminescence light. Walderhaug and Rykkje [41] compared
c-axis orientations of quartz grains and related CL colours and found clear indications that the observed
colour variations are a function of crystallographic orientation. They concluded that this might be
due to selective absorption of light along different crystallographic directions, a phenomenon well
known from spectroscopy. Sippel [42] reported similar effects of the quartz CL when observing the
luminescence under a nicol prism. The quartz CL showed strong polarization effects with variations
of the CL colour from red to blue through a rotating polarizer. He found that the blue oscillators are
aligned with the c-axis, whereas the red emission is unpolarized. Such a behaviour might explain the
observed colour variations in the investigated quartz sample Ky-175. The effect may be interpreted by
anisotropic luminescing centres that have oriented the oscillation in a strong internal crystal field.
4.3. Genetic Implications for the Formation of High-Purity Quartz
The investigated quartz localities in the northern Ural were all formed during multiple
metamorphism and related deformation. According to Kelman [9], silica mobilization and formation
of quartz veins and bodies can especially be related to the retrograde stage of the two metamorphic
events. Although quartz from the different locations may originate from varying processes, all types
show in general low concentrations of trace elements and low abundance of other point defects.
Elevated trace-element contents in several samples can unambiguously be related to micro-inclusions
(e.g., samples MT-09, Ku-2136).
The low abundance of structural point defects such as E’1 centres in the quartz samples
investigated requires a combination of the following two conditions: (1) low intrinsic structural
imperfection (i.e., low oxygen and silicon vacancies); and (2) weak natural irradiation. This fact
implies that there was sufficient time for crystallization under more or less equilibrium conditions
during the formation of these quartz occurrences. On one hand, the metamorphic processes caused
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the mobilization of silica-rich fluids (hydrothermal veins) and melts (pegmatite), and the precipitation
as high-purity quartz. On the other hand, recrystallization, healing of defects or disintegration of
fluid inclusions under metamorphic conditions resulted in a natural “purification” of the pre-existing
quartz crystals and a lowering of trace-element contents. Larson et al. [43] and Müller et al. [5] found
that Li concentrations in quartz can be reduced during recrystallization, and Al contents may both
decrease or increase depending on the specific environment. Germanium and Ti seem to be more or
less unchanged.
The formation of such metamorphic mobilisates appears to be an appropriate process for
the formation of HPQ deposits. Compared with data from the literature, the analysed absolute
trace-element concentrations as well as chondrite-normalized REE distribution patterns are similar to
those of metamorphic and hydrothermal quartz from other regions [44]. Even the pegmatite quartz
from Berkutinskoe (Berkut) follows this trend, with atypical very low concentrations of characteristic
elements for pegmatite quartz such as Al, Ge or Li.
The REE patterns mostly show a crustal signature indicating a source of the silica from
mobilization processes of crustal material. Only the hydrothermal quartz from Kyshtym (Ky-175)
has elevated concentrations of HREE. This unusual pattern is most likely caused by zircon or
xenotime micro-inclusions.
In conclusion, the results of the present study show a strong link between metamorphic processes
and formation of quartz bodies of high purity. If the quartz bodies are large enough and the abundance
of pre- and syn-genetic micro-inclusions is low, they may represent potential HPQ deposits.
5. Conclusions
The investigation of quartz samples of different genetic types (hydrothermal, pegmatite, and
quartzite) from 10 localities in the Southern Ural region (Russia) using an analytical combination of CL
microscopy and spectroscopy, EPR spectroscopy, and bulk as well as spatially resolved trace-element
analysis, proved to characterize the type and abundance of trace elements and structural defects
in quartz, and reconstruct processes responsible for their formation. In situ LA-ICP-MS analysis
showed cumulative trace-element concentrations of <50 ppm with <30 ppm Al and <10 ppm Ti for
almost all samples, defining the quartz economically as high-purity quartz. EPR data confirmed the
low abundances of substitutional Ti and Fe and showed Al to be the only significant trace element
structurally bound in the investigated quartz samples. Elevated concentrations of selected trace
elements that were analysed with “bulk” solution ICP-MS could be related to mineral (Ti, Al, Fe, Mn,
Mg, K, Zr, U, Th, Hf) and fluid (Na, K, Rb, Ca, Mg, Sr) micro-inclusions.
CL imaging reveals a heterogeneous distribution of luminescence centres, i.e., varying amounts
of activator trace elements in the quartz grains. Hydrothermal and pegmatite quartz exhibit a distinct
short-lived greenish-blue CL with main CL emission bands at ~390 and 500 nm, which can be attributed
to [AlO4 /M+ ] (M = H, Li, Na, K) defects. Low contents of Li, Na and K indicate that H+ is the main
charge-balancing cation of Al3+ -related defects. Accordingly, areas with bright greenish-blue CL
could be related to higher abundances of the [AlO4 /M+ ] defects. Moreover, an orientation-dependent
behaviour of the CL during electron irradiation was observed that can be related to anisotropy effects
of the crystal lattice, which results in an orientation-dependent interaction with the electron beam and
the selective absorption of emitted light along different crystallographic directions.
Certain features of alteration, recrystallization/reorganization as well as trails of fluid migration
revealed by CL in the quartz samples can be related to metamorphism-related deformation. All quartz
bodies were formed during retrograde stages of complex metamorphic processes, resulting in silica
mobilization and formation of quartz veins and lenses. Deformation of hydrothermal quartz resulted in
a general decrease of the luminescence intensity and a homogenization of the CL pattern. This feature
can probably be related to healing of defects and reduction of trace-element impurities due to
recrystallization and reorganization processes of the quartz lattice. The geochemical and spectroscopic
data demonstrate that the formation of such metamorphic mobilisates is an appropriate process for
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the formation of high-purity quartz (HPQ) deposits. Also, the quartz occurrences formed prior to the
metamorphic events (pegmatite, quartzites) were suggestively purified during regional metamorphism
and deformation, resulting in a high-purity quartz province in the Southern Urals.
Supplementary Materials: The following are available online at www.mdpi.com/2075-163X/7/10/189/s1,
Table S1: Trace-element concentrations of investigated quartz samples analysed by solution ICP-MS (results in
ppm), Table S2: REE concentrations (results in ppm) and chondrite-normalized interelemental ratios of investigated
quartz samples analysed by solution ICP-MS, Table S3: Results of spatially resolved trace-element analyses by
LA-ICP-MS (in ppm).
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