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Abstract: This paper presents the results of an experimental study performed to investigate the
effect of activator modulus (SiO2 /Na2 O) and slag addition on the fresh and hardened properties of
alkali-activated fly ash/slag (AAFS) pastes. Four activator moduli (SiO2 /Na2 O), i.e., 0.0, 1.0, 1.5, and 2.0,
and five slag-to-binder ratios, i.e., 0, 0.3, 0.5, 0.7, 1.0, were used to prepare AAFS mixtures. The setting
time, flowability, heat evolution, compressive strength, microstructure, and reaction products of AAFS
pastes were studied. The results showed that the activator modulus and slag content had a combined
effect on the setting behavior and workability of AAFS mixtures. Both the activator modulus and slag
content affected the types of reaction products formed in AAFS. The coexistence of N–A–S–H gel and
C–A–S–H gel was identified in AAFS activated with high pH but low SiO2 content (low modulus).
C–A–S–H gel had a higher space-filling ability than N–A–S–H gel. Thus, AAFS with higher slag
content had a finer pore structure and higher heat release (degree of reaction), corresponding to
a higher compressive strength. The dissolution of slag was more pronounced when NaOH (modulus
of 0.0) was applied as the activator. The use of Na2 SiO3 as activator significantly refined the pores
in AAFS by incorporating soluble Si in the activator, while further increasing the modulus from
1.5 to 2.0 prohibited the reaction process of AAFS, resulting in a lower heat release, coarser pore
structure, and reduced compressive strength. Therefore, in view of the strength and microstructure,
the optimum modulus is 1.5.
Keywords: alkali-activated fly ash/slag; activator modulus; slag content; fresh and hardened properties

1. Introduction
In recent years, as cement production is facing challenges of CO2 emission and a shortage of
raw materials, alkali-activated materials (AAMs) or geopolymers are attracting increasing attention
as an alternative binder to ordinary Portland cement (OPC) [1,2]. AAMs are developed via alkaline
activating of the solid aluminosilicates, such as fly ash, blast furnace slag, and mine tailings, at a high
pH. The reaction process consists of dissolution of the raw materials and polymerization of the
dissolved ions in a high alkaline solution, such as sodium hydroxide or sodium silicate solutions.
In alkali-activated low calcium system, for example, Class F fly ash as the raw material, the reaction
product is a three-dimensional tetrahedral framework of SiO4 and AlO4 linked by shared oxygen as
siloxo (–Si–O–Si–O–), sialate (–Si–O–Al–O–), sialate–siloxo (–Si–O–Al–O–Si–O–), and sialate–disiloxo
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(–Si–O–Al–O–Si–O–Si–O–), with alkali metal ions (e.g., Na+ ) balancing the charge associate with
tetrahedral Al [3]. This type of gel is known as N–A–S–H gel. In an alkali-activated high calcium
system, for example, blast furnace slag as the raw material, the reaction product is a two-dimensional
calcium silicate hydrate with a certain degree of Al-participation, also known as C–A–S–H gel.
In an alkali-activated fly ash/slag (AAFS) blended system, the main reaction product is a coexistence of
N–A–S–H gel and C–A–S–H [4]. AAMs can not only provide comparable performance to OPC [5] but
also reduce CO2 emissions [6] and solid wastes [7,8]. Moreover, AAMs have advantages of rapid setting
and hardening [9], high compressive strength [10–12], high durability [13,14], low thermal conductivity,
high fire resistance [15], resistance to alkali aggregate reaction [16], and high freeze-thaw resistance [17].
Although there are many advantages of the AAMs, the application of these materials has
some limitations so far. In general, AAMs are sensitive to the type of raw materials (low-calcium
or high-calcium system), as well as the modulus and concentration of the alkali activator [18].
As mentioned above, AAMs activated by different raw materials may result in different types of
reaction products (N–A–S–H, C–A–S–H, or coexistence of both). Different products possess varied
properties: N–A–S–H gel is reported to exhibit high chemical resistance, fire resistance, and good
durability, mainly due to its three-dimensional tetrahedral framework. C–A–S–H gel is similar to the
reaction product of OPC, i.e., C–S–H gel, which presents a higher space filling effect than the N–A–S–H
gel and leads to a much denser microstructure than OPC. Lloyd et al. [19] found that adding a certain
proportion of blast furnace slag in the fly ash system can significantly reduce the porosity of the system.
Compared with the alkali activated slag system, the addition of fly ash can reduce the shrinkage and
inhibit the development of cracks. The chemical constitution of alkali activator and its concentration
are also found to have significant effects on the strength development and the reaction kinetics of
AAMs [20,21]. Palomo et al. [22] pointed out that compared with the NaOH-activated system, the water
glass activator contains a large number of soluble silicates. The presence of soluble Si in water glass
promotes the formation of gel. Phoo-ngernkham et al. [23] reported that the polymerization process of
AAMs could be enhanced by using sodium hydroxide together with sodium silicate rather than using
sodium hydroxide alone. The Na2 O/SiO2 modulus was also found to have an important effect on the
microstructure and mechanical properties of geopolymers [24,25]. Wu et al. [26] reported that the high
pH activators could accelerate the reaction process of AAMs. Ravikumar and Neithalath [20] studied
the influence of the activator alkalinity on the mechanical properties and microstructures of AAMs.
The results showed that a higher alkalinity led to a higher compressive strength of AAMs.
The raw material and activator concentration had a significant effect on the reaction products,
reaction kinetics, and engineering properties of AAMs. In addition, the reaction process of
alkali-activated slag/fly ash system is more complex than that of alkali-activated slag or fly ash
system. There is no consensus among the types of reaction products of the alkali-activated fly ash/slag
blended system yet, while the combination effect of raw material and activator modulus on the reaction
process of AAFS is still not clear. It is reported by Provis et al. [27] that C–(A)–S–H gels were the
dominate reaction products when the slag content was 25% and 50%, where samples with 25% or lower
slag contents were dominated by N–A–S–(H) gels. Ismal et al. [28] found that in a blended system
with more than 50% of fly ash, a hybrid type gel described as N–(C)–A–S–H was identified since part
of the Ca released by slag dissolution is incorporated into the N–A–S–H type gel. To this end, in the
present paper, AAFS was investigated in terms of different fly ash/slag content and different activator
modulus. The combined effect of activator modulus and fly ash/slag content on setting time, flowability,
heat evolution, compressive strength, microstructure, and reaction products of an alkali-activated fly
ash/slag blended system were systematically studied.
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2. Materials and Methods
2.1. Materials
Ground granulated blast furnace slag and class F fly ash were used in this study. The chemical
composition of the fly ash and slag is given in Table 1. The amorphous content in the fly ash, measured
by the chemical dissolution method (EN 196), was 58.6%. The specific surface area of the granulated
blast furnace slag and class F fly ash were 485 and 290 m2 /kg, respectively. The particle size distribution
(PSD) of fly ash and slag is shown in Figure 1. The crystalline phases in the fly ash and slag were
analyzed by X-ray diffraction (XRD), and the XRD spectrum is shown in Figure 2. It shows that
the major crystalline phases in fly ash are mullite (3Al2 O3 2SiO2 ) and quartz (SiO2 ). Akermanite
(Ca2 MgSi2 O7 ) is the major crystalline phase in the slag. The morphology of the fly ash and slag is
shown in Figure 3. Fly ash particles are spherical, and the slag particles are more lozenge shaped.
Table 1. Chemical compositions of fly ash and slag.
Oxide

SiO2

Al2 O3

Fe2 O3

CaO

MgO

Na2 O

K2 O

LOI*

Fly ash (wt %)
Slag (wt %)

49.1
32.6

34.8
16.4

4.5
0.4

4.9
38.7

0.4
7.1

0.4
0.3

1.3
0.3

2.3
0.5

LOI* = Loss on Ignition.

Figure 1. Particle size distribution of fly ash and slag.

Figure 2. X-ray diffraction analysis of the fly ash and the slag.
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Figure 3. Morphology of the fly ash (a) and the slag (b).

The alkali activators were prepared by mixing sodium hydroxide (99% purity) with distilled
water and a sodium silicate solution (Na2 O·nSiO2 ·mH2 O, SiO2 /Na2 O = 2.16, water content = 61.5 wt %,
specific gravity 1.38 g/mL). The alkali activator was prepared as follows: NaOH solution was prepared
first, and the sodium silicate solution was then mixed with the NaOH solution to form an alkali
activator. The prepared activator was left overnight to cool down to room temperature. In order to
investigate the effect of the sodium silicate activator modulus on fresh and hardened properties of
alkali-activated fly ash/slag paste, a series of activating solutions with different SiO2 /Na2 O modules,
i.e., 0.0, 1.0, 1.5, 2.0, were prepared. The binders were prepared by dry mixing of slag and fly ash with
five different slag to binder ratios, i.e., slag/binder = 0.0, 0.3, 0.5, 0.7, and 1.0. The mix proportion of the
samples is listed in Table 2. In order to identify the different mixtures easily, mixtures are denoted by
their substitution level of slag (S) and activator modulus (N). For example, S7N10 corresponds to the
mixture containing 70% slag with an activator modulus of 1.0. The binder was premixed for 1 min,
the alkali activator was then added, and the paste was mixed for a further 4 min. Fresh pastes were cast
into molds (40 mm cube), consolidated, sealed, and cured under atmospheric pressure at 20 ◦ C for 24 h.
Table 2. Mix composition of fly ash/slag geopolymer pastes.
Name

Fly Ash (g)

Slag (g)

The Activator Modulus
(SiO2 /Na2 O)

SiO2 (g)

Na2 O (g)

Water (g)

S0N0
S3N0
S5N0
S7N0
S10N0
S0N10
S3N10
S5N10
S7N10
S10N10
S0N15
S3N15
S5N15
S7N15
S10N15
S0N20
S3N20
S5N20
S7N20
S10N20

100
70
50
30
0
100
70
50
30
0
100
70
50
30
0
100
70
50
30
0

0
30
50
70
100
0
30
50
70
100
0
30
50
70
100
0
30
50
70
100

0
0
0
0
0
1.0
1.0
1.0
1.0
1.0
1.5
1.5
1.5
1.5
1.5
2.0
2.0
2.0
2.0
2.0

0
0
0
0
0
5.90
5.90
5.90
5.90
5.90
7.11
7.11
7.11
7.11
7.11
7.91
7.91
7.91
7.91
7.91

4.89
4.89
4.89
4.89
4.89
6.10
6.10
6.10
6.10
6.10
4.89
4.89
4.89
4.89
4.89
4.09
4.09
4.09
4.09
4.09

35
35
35
35
35
35
35
35
35
35
35
35
35
35
35
35
35
35
35
35
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2.2. Methods
2.2.1. Setting Time
The setting time of the paste is an important parameter since it shows the time available for
effective handling of the paste. In this study, the Vicat needle method based on the ASTM C191
standard [29] was used to determine the setting time. The fresh pastes were immediately poured into
a truncated cone mold to measure the setting time at room temperature. The initial setting time is
defined as the time between the initial contact of the binder with the activating solution and that when
the distance between the needle and the base-plate was 6 ± 3 mm. The final setting time corresponds
to the point when the needle first penetrated only 0.5 mm into the specimen [29].
2.2.2. Workability
The mini-slump spread test was used to determine the workability of the pastes. Firstly, the fresh
pastes were filled into the mold. After 15 s, the mold was lifted vertically. After another 30 s,
the diameters of the paste spread were measured along two perpendicular directions. The average
diameter was interpreted as the workability of the pastes.
2.2.3. Heat of Hydration
The rate of heat evolution of all the mixtures was measured by an isothermal conduction
calorimeter (TAM-Air-314, TA Instruments Ltd., New Castle, NE, USA). Prior to the experiment,
the calorimeter was calibrated at 20 ◦ C, and the materials (fly ash and slag) were stored at 20 ◦ C for 24
h. In the testing procedure, fly ash and slag powder was first mixed with the alkali solution for 1 min,
and then a 10 ± 0.01 g paste sample was carefully poured into a glass ampoule and transferred into the
calorimeter channel. The whole procedure lasted for about 3 min. The heat flow was recorded, and the
cumulative heat was calculated up to 168 h.
2.2.4. Compressive Strength
The mixtures were prepared in a Hobart mixer according to the standard procedure described in
ASTM C305 [30]. The paste samples were poured into cube molds of 40 × 40 × 40 mm3 . Afterward,
plastic foils were used to seal the surfaces of specimens to avoid moisture losses. Then, the specimens
were stored in the laboratory at 20 ± 2 ◦ C for 1 day. After demolding them, the specimens were kept
in the standard curing chamber with a constant temperature of 20 ± 2 ◦ C and a relative humidity of
95 ± 5% until the designated testing age. Compressive strength was tested at 7 and 28 days. The average
values of three samples were interpreted as the compressive strength of the pastes for each age.
2.2.5. Porosity, SEM/EDS Analysis
The samples were crushed into small pieces and kept in a mixture of alcohol and acetone (1:1 v/v,
respectively) for one week to stop the reaction process. Then, the samples were taken out of the
solution and dried in an oven at 60 ◦ C under vacuum. The pore structure of the samples was analyzed
by MIP (AutoPore IV9500, Micromeritics Instrument Ltd., Norcross, GA, USA). Detailed information
on the experimental method can be found in [31]. The morphology and elemental analysis of the
hydration products were determined by means of the SEM/EDS technique (Hitachi TM3030, Hitachi
High-Technologies Ltd., Kagoshima, Japan).
3. Results and Discussion
3.1. Setting Time
Figure 4 shows the effect of the activator modulus and slag content on the initial setting time and
final setting time of AAFS pastes. As observed, the initial setting time presented different trends as
the activator modulus and slag content varied. For the fly ash/slag blended system, the initial setting
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time varied between 20 to 50 min, which is quite short compared to that of OPC. This is in agreement
with previous findings [32]. In general, the initial setting time and final setting time decreased when
the activator modulus increased from 0.0 to 1.5, and then increased at 2.0. It is reported that the early
reaction of AAFS is a diffusion-controlled process. The setting behavior of AAFS is closely related to
the presence of Ca in pore solution [33]. In the alkaline liquid environment with Ca present, the raw
materials immediately begin to dissolve after contacting with the activator, releasing elements such as
Ca, Al, and Si ions. Unlike NaOH as the activator, the sodium silicate with the modulus of 1.0, 1.5,
and 2.0 already had a large amount of active Si at the beginning of the reaction, so the dissolved Ca
and Al elements can quickly combine with Si to form the gel. It led to a decrease in the final setting
time. However, the continuous increase of modulus led to a lower pH of the activator. High silica
concentration in the solution is only useful through the presence of a large amount of silanol groups in
the solution. Further increase of Si content reduces the amount of monomeric silica, which is needed to
help with the hydrolysis reaction [7]. Therefore, the setting time increased when the modulus increased
to 2.0. A different trend was shown for the pure fly ash system, for which the initial setting time
increased as the modulus increased from 0.0 to 1.5, and then suddenly decreased at 2.0. It indicated
a different reaction mechanism affecting the setting behavior of the alkali-activated fly ash system.
The effect of the slag content on setting time of AAFS pastes is also shown in Figure 4. It can be seen
that the initial and final setting time decreased for AAFS with higher slag content when the modulus of
the activator was 0, 1.0, and 1.5. For AAFS with an activator modulus of 2.0, both the initial setting time
and final setting time increased as the slag content increased. Due to the low reactivity of fly ash, AAFS
mixtures with higher fly ash content (less slag content) had longer setting time. This is in line with the
findings from previous research [34]. The addition of slag with higher reactivity than fly ash promotes the
dissolution of raw materials in the early stage and increases the content of elements such as Ca and Al
in the liquid phase of the system, resulting in shorter initial and final setting time of AAFS. However,
a different trend was found when the activator modulus was 2.0. It indicates that a combined effect
existed as the raw material and activator modulus varied. The use of higher modulus as the activator
prohibited the initial dissolution of slag, leading to a longer setting. It is observed that the setting time
was the shortest for alkali-activated fly ash with silica modulus 2.0. An increase of silica concentration led
to a higher degree of silicate ion polymerization in the alkali solutions [35]. For a higher amount of silica,
the fraction of monomer and dimer form of the silicate species decreased, while the fraction of trimer units
grew [36]. The monomeric and dimeric silicates reacted with the aluminate anions that dissolved from fly
ash, forming an initial aluminosilicate gel, and reorganization of the gel continued to form a gel with
high polymerization, while silicate trimers that existed in high silica solution could directly react with the
aluminate anions for form aluminosilicate gel with relatively high polymerization. Thus, a shorter setting
time was observed for alkali-activated fly ash with silica modulus 2.0.

Figure 4. The effect of the activator modulus (0, 1.0, 1.5, 2.0) and the slag content (0%, 30%, 50%,
70%, and 100%) on (a) the initial setting time and (b) final setting time of alkali-activated fly ash/slag
(AAFS) pastes.
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3.2. Flowability
The results of the mini-slump spread tests are shown in Figure 5. In general, the value of the
spread diameter was higher for AAFS with an activator modulus of 1.0 and 1.5, while the use of
an activator modulus of 0.0 and 2.0 resulted in reduced workability. Previous research [37] has reported
that the activator has an essential effect on the rheological performance of the AAFS pastes. It has been
proved that the rheology depends on the modulus of sodium silicate for AAFS pastes. AAFS mixtures
with the largest spread diameter and the shortest final setting were recorded at the modulus of 1.5. It is
possible that a large amount of active [SiO2 ] at the beginning of the reaction can capture the dissolved
Ca and Al elements, which can lead to strong adhesion forces between binder particles [38–44].
The effect of the slag content on the flowability of the AAFS pastes was also shown in Figure 5.
The effect of slag content on flowability varied for AAFS mixtures with a different activator modulus.
When the activator was 1.0 and 1.5, the flowability did not change significantly as the slag content
varied. When the activator modulus was 0.0, the flowability slightly decreased as the slag content
increased, while the trend was the opposite when the slag content was 2.0. As we know, fly ash was able
to enhance the workability in the fresh OPC system due to its spherical shape [45]. Thus, the workability
was expected to decrease as the fly ash content decreased in AAFS. This is the case for the AAFS
mixture activated by NaOH (activator modulus of 0.0). It is possible that the use of water glass had
a more significant effect on the flowability than the fly ash/slag content. Therefore, the flowability
exhibited a different trend when the activator modulus was 1.0, 1.5, and 2.0.

Figure 5. The effect of the activator modulus (0, 1.0, 1.5, 2.0) and the slag content (0%, 30%, 50%, 70%,
and 100%) on the spread diameter (flowability) of the AAFS pastes.

3.3. Heat Evolution of AAFS Pastes
The effect of the activator modulus and slag content on the heat evolution and cumulative heat of
the AAFS pastes is shown in Figures 6 and 7. As can be seen from Figure 6, only one exothermic peak
appeared for the alkali-activated pure fly ash system, while two exothermic peaks were observed in the
AAFS blended system and alkali-activated slag system. It is reported that the first exothermic peak was
related to the initial wetting and dissolution of raw materials in the first stage [46]. With the increase of
slag content, the additional exothermic peak occurred. The second peak appeared between 5 h and
50 h, which was related to the formation of more reaction products. An increase of slag content can
accelerate the reaction process of the AAFS paste, and the second peak appeared in a shorter time and
with higher intensity. For the AAFS blended system and alkali-activated slag system, the appearance
of the exothermic peak was delayed for AAFS with a higher activator modulus. The heat evolution
results indicated that the higher activator modulus prohibited the formation of reaction products,
leading to a lower degree of reaction. The occurrence of two heat release peaks in this study was in
agreement with the heat evolution of alkali activated fly ash/slag in previous studies [47,48]. The lower
the modulus, the higher the pH of the liquid phase of the system. The higher pH caused a higher
degree of fly ash and slag dissolution of the AAFS system and, therefore, a higher degree of reaction.
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Figure 7 presents the accumulative heat of AAFS pastes with different activator moduli and
different slag content. It appears that an increase of the activator modulus resulted in a lower heat
release. For alkali-activated fly ash activated by NaOH (activator modulus of 0.0), the accumulative
heat was lower than the sodium silicate activated mixtures, while for the blended system activated by
NaOH, the accumulative heat became higher than the Na2 SiO3 -activated mixtures as the slag content
increased. This means that the use of sodium silicate as the activator promoted the reaction in the pure
fly ash system while it hindered the reaction in the fly ash/slag blended system. By using the acid
attack method, Criado et al. also found a lower degree of reaction for mixture with a higher silicate
content [24]. The use of water glass was able to provide soluble Si to the geopolymer reaction. In the
alkali-activated fly ash system, Al dissolved faster than Si in the raw material. Al could react with the
soluble Si in the activator to form reaction products. Therefore, the degree of reaction is higher when
the modulus increased from 0 to 1.0. In the fly ash/slag blended system, the pH of the activator seems
to have a dominant effect on the dissolution of slag. The dissolution of slag was more pronounced
when NaOH was used as the activator. AAFS pastes with higher slag content had a higher cumulative
heat release at 7 days, indicating a higher degree of reaction.

Figure 6. The effect of the activator modulus and slag content on the heat evolution of AAFS. (a) 0%
slag content; (b) 30% slag content; (c) 50% slag content; (d) 70% slag content; (e) 100% slag content.
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Figure 7. The effect of the activator modulus and slag content on the cumulative heat release of
AAFS. (a) 0% slag content; (b) 30% slag content; (c) 50% slag content; (d) 70% slag content; (e) 100%
slag content.

3.4. Compressive Strength
Figure 8 shows the effect of the activator modulus and the slag content on compressive strength at
the curing age of 7 and 28 days. As can be seen, the compressive strength at 7 days generally decreased
as the activator modulus increased from 1.0 to 2.0. This is consistent with the cumulative heat release
results, as shown in Figure 7, that AAFS mixtures with a higher activator modulus presented lower
cumulative heat release at the curing age of 7 days. At the age of 28 days, the AAFS mixture with
an activator modulus of 1.5 exhibited the highest compressive strength. The use of only NaOH as
activator significantly decreased the compressive strength compared to the use of sodium silicate.
By using 29 Si NMR, Li et al. [32] reported that as the activator modulus increased, the monomer (Q0 )
and dimmer (Q1 ) silicon groups decreased while trimer (Q2 ) and octamer (Q3 ) units increased. This is
related to the formation of less negatively charged Si–O− groups due to the decrease in pH of the
activator. The alkali activator reaction was known to be enhanced for activator with more monomer
and dimmer silicon groups. When the modulus increased from 0 to 1.0, although the Na2 O in modulus
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1.0 was higher, the added [SiO2 ] decreased the pH of the activator. Therefore, we observed that the
cumulative heat release of modulus 0.0 was first lower and then became higher than that of modulus
1.0 as the slag content increased. That means the dissolution of slag may be more pronounced in the
NaOH system. This is supported by a previous study indicating that the dissolution of slag was more
extensive in high pH [32]. On the other hand, the added [SiO2 ] was able to react with the dissolved Ca,
Al, and Si from the raw materials, forming the reaction products, leading to a denser microstructure.
More fly ash and slag particles were dissolved, leading to a higher degree of reaction. When the alkali
content in the activator increased from 1.0 to 2.0, the excessive [SiO2 ] decreased the pH of the activator
and prohibited further dissolution of the raw material particles, leading to a lower degree of reaction.
It resulted in the reduction of the compressive strength. Therefore, a too low or too high activator
modulus is unfavorable for the development of the strength.
The effect of the slag content on the compressive strength is also shown in Figure 8. It can be
seen that the compressive strength at both 7 days and 28 days increased with increasing slag content.
When the slag content was 100%, the compressive strength was the highest. With increasing slag
content, the amount of active Ca increased. It can promote the reaction of the system, produce C–A–S–H
gel substances [27], and improve the strength of the system. Compared with the effect of the activator
modulus, the effect of slag content on compressive strength was much stronger.

Figure 8. The effect of the activator modulus (0, 1.0, 1.5, 2.0) and the slag content (0%, 30%, 50%, 70%
and 100%) on compressive strength at the curing age of 7 days (a) and 28 days (b).

Table 3 compares the compressive strength derived from this study with references.
Phoo-ngernkham [23] prepared AAFS with low-calcium fly ash and GBFS (fly ash/GBFS = 1),
and sodium silicate solution with a modulus of 2.56 was applied as the activator. The obtained
strength at 7 days was 84.9 MPa, much higher than the strength obtained in this study (Table 3). In this
study, a further increase the modulus to 2.0 resulted in a lower strength. It is likely that the overall
NaOH content in the activator was much higher in the reference than this study. For economic reasons,
the Na2 O/(fly ash/slag) ratio was kept lower than 6.1%. The use of slag with low calcium content in
AAM resulted in a considerably lower compressive strength (10.8 MPa at 7 d and 14 MPa at 28 d) [49].
Heat curing (80 ◦ C) and sodium silicates as the activator could increase the compressive strength of the
low calcium slag system [50]. Fly ash with high calcium content was found to exhibit high strength
after heat curing [4]. That indicated the importance of calcium in the strength development of the
alkali-activated reaction. Soultanan et al. [18] mixed metallurgical slag with brick waste (calcium
resource) and obtained AAM with a relatively high compressive strength (48.9 MPa) after heat curing.
However, the use of high content of slag also has other issues such as high autogenous and drying
shrinkage. In most situations, the use of slag exceeding 70% is not recommended. Otherwise, there is
a high risk of cracking in AAFS [46,51].
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Table 3. Comparison of compressive strength of alkali-activated materials with references.
Raw Materials
Low-calcium slag and
kaolin (69:9)
High-calcium fly ash
Brick waste and
metallurgical slag (1:1)
Fly ash and GBFS (1:1)
This study (FA/SL = 1:1)

SiO2 /Na2 O Ratio

Temperature
(◦ C)

Curing Age
(Days)

Compressive Strength
(MPa)

Reference

3.4

60

7

10.8

[49]

4.8

60

2

62.6

[4]

1.16

90

7

48.9

[18]

2.56
1.5

23
20

7
7

84.9
52

[23]
-

3.5. Porosity and Pore Size Distribution
In order to investigate the microstructure of AAFS, some representative AAFS mixtures were
chosen for analysis. Figure 9a,b depicts the pore structure and total porosity of the AAFS paste
(with slag content of 30%) with the activator modulus of 0, 1.0, 1.5, 2.0 at the curing age of 7 days,
respectively. As can be seen, the modulus had a great effect on the pore size distribution and total
porosity. The AAFS paste with the modulus of 0 had the highest total porosity, and most of the pores
were capillary pores with diameters in the range of 0.01 to 0.1 µm. The use of water glass as the
activator could significantly refine the pore structure of AAFS. AAFS with the activator modulus of 1.0
exhibited the lowest total porosity and lowest critical pore diameter at 4 nm. A further increase of the
activator modulus from 1.0 to 2.0 resulted in a higher total porosity and coarser critical pore diameter
(Figure 9a). Such results were consistent with both the cumulative heat release and compressive
strength results. As mentioned in Section 3.4, excessive [SiO2 ] in the activator with higher modulus
decreased the pH of the activator and prohibited further dissolution of the raw material, which are
unfavorable for the development of the microstructure.

Figure 9. The pore structure (a) and total porosity (b) of the AAFS paste with different activator
modulus (the slag content is 30 wt %) at the age of 7 days.

Figure 10 presents typical MIP results of AAFS pastes with different slag content (activator
modulus of 1.5). Alkali-activated fly ash exhibited considerably larger pore size distribution than the
fly ash/slag blended system. The critical pore size of pure fly ash system was at around 0.15 µm, most
of which belonged to capillary pores. With the increase of slag content, the total porosity decreased,
and the pore structure became smaller. The critical pore size decreased from 8 to 3 nm, around two
orders of magnitude lower than the pure fly ash system. Fewer capillary pores can be found in the fly
ash/slag blended system; almost all of the pores belonged to the gel pores. It indicates that the blending
of slag greatly decreased the capillary pores and increased the gel pores in the system, leading to lower
total porosity and smaller pores.
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Figure 10. The pore structure (a) and the porosity (b) of the AAFS paste with different slag content
(the activator modulus is 1.5) at the age of 7 days.

3.6. SEM Analysis
Figure 11 shows typical SE images of the AAFS pastes with the different moduli at the curing
age of 7 days (the slag content is 30%). As can be seen from Figure 11a, when the modulus was 0,
the reaction products were loosely consolidated, and the sample was porous. A small number of
needle-like reaction products can be observed. This was in line with the MIP results that pure fly ash
system had the most porous microstructure. Accordingly, the corresponding compressive strength of
the sample was only 16.1 MPa at 7 days. When the modulus increased to 1.0 and 1.5, it seems that the
overall structure became denser and more homogenous, and the corresponding compressive strength
of samples with the modulus of 1.0 and 1.5 was 46.9 MPa and 44.1 MPa, respectively. When the
modulus increased to 2.0, the microstructure was less homogenous (Figure 11d), and more unreacted
fly ash/slag particles existed in the matrix. Accordingly, the compressive strength of AAFS with
activator modulus 2.0 decreased to 24.7 MPa at 7 days. Compared with the AAFS paste with a modulus
of 0, the overall structure of the paste with the modulus of 2.0 is denser, so its compressive strength
is higher. The results indicate that the modulus determines the structure and morphology of the
reaction products.
Figure 12 presents the typical microstructure of the AAFS pastes with different slag content at
7 days (the activator modulus is 1.5). As can be seen from Figure 12a, there are many unreacted fly
ash particles in the alkali activated pure fly ash system. Few reaction products were observed, and it
was hard to form a steady skeleton and develop compressive strength. Therefore, the compressive
strength of the pure fly ash system was very low. When the slag content increased to 30% (Figure 12b),
the microstructure became much homogenous, but small pores and unreacted fly ash particles
were still observed. With the increase of the slag content to 50%, less pores were found, and the
microstructure became denser. The SEM results are inconsistent with the results of the MIP test,
as shown in Figure 10. When the slag content increased to 70% (Figure 12d) and 100% (Figure 12e),
the fly ash particles in the system were almost completely reacted. AAFS with 70% slag presented
a homogenous microstructure, while the alkali-activated slag system exhibited significant cracks
in Figure 12e. These cracks were caused by the drying procedure during the SEM measurements,
which also indicated that alkali-activated slag (or with high content of slag) were prone to cracking
under dry conditions.
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Figure 11. The microstructure of the AAFS pastes with the activator modulus of 0 (a), 1.0 (b), 1.5 (c),
and 2.0 (d) at 7 days (the slag content is 30 wt %).

Figure 12. The microstructure of the AAFS with the slag content of 0 (a), 30% (b), 50% (c), 70% (d),
and 100% (e) at 7 days (the activator modulus is 1.5).
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3.7. EDS Analysis
Figure 13a shows the typical elementary composition of the AAFS pastes with different activator
moduli (the slag content is 30%). As mentioned above, two types of gel may exist in the alkali-activated
fly ash/slag blended system: a class of three-dimensional tetrahedral frameworks of SiO4 and AlO4 ,
also known as N–A–S–H gel [28] and a two–dimensional calcium silicate hydrate with certain degree of
Al–participation, known as C–A–S–H gel [28]. There is still no consensus among the types of reaction
products formed in the AAFS system as the raw material and activator modulus varied. As shown in
Figure 13, for the AAFS paste system with the activator modulus of 0 and 1.0, two different types of
gels were clearly identified: N–A–S–H type gel with a low Ca content and a high amount of Al content,
and C–A–S–H type gel with a high Ca content and a lower amount of Al. However, when the activator
modulus increased to 1.5 or 2.0, the reaction products of the AAFS became homogeneous, with a higher
Si content in the reaction products. Such results were seldom reported in previous studies. It is known
that the activator with a modulus of 0 and 1.0 had higher pH and less soluble Si. It is likely that
fly ash and slag particles dissolved faster in this condition, and the reaction products precipitated
around the raw materials. Therefore, two types of gels were formed in these two systems. As the
activator modulus increased to 1.5 and 2.0, the pH of the activator decreased, and more soluble Si was
present in the system, which led to a lower dissolution of fly ash and slag particles. Meanwhile, soluble
Si participated in the geopolymerization reaction, forming a more homogenous reaction product.
The results obtained here indicated that a higher activator modulus within the system not only changed
the dissolution of the vitreous structure of the binder particles but also affected the types of the reaction
products in the AAFS blended system.

Figure 13. Al2 O3 –SiO2 –CaO ternary representations of EDS data of the AAFS paste with different
activator modulus (the slag content is 30 wt %) (a) and that with different slag content (the activator
modulus is 1.5) (b) at 7d.

Figure 13b shows the typical elementary composition of the AAFS pastes with different slag
content (the activator content is 1.5). In the pure fly ash system, the reaction products are a class of
N–A–S–H. As the slag content increased, the gel gradually changed from N–A–S–H gel to C–A–S–H gel.
This is in line with the findings from a previous study [35]. Compared with the pore structure results
as discussed in Figure 10, it can be concluded that the C–A–S–H gel had higher space filling ability
than the N–A–S–H gel. As the gel changed from N–A–S–H gel to C–A–S–H gel, a significantly finer
pore structure was obtained. By using the X-ray microtomography to investigate the pore structure of
AAFS, similar findings were also proposed by Provis et al. [27]. The results (Figure 13) of EDS analysis
was consistent with the microstructure characteristics, as shown in Figures 11 and 12. It appears that
the composition of gels determined the microstructure and final engineering properties of AAFS.
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4. Conclusions
In this paper, the effect of activator modulus and slag content on setting time, flowability, early
age heat evolution, compressive strength, microstructure, and reaction products of alkali-activated fly
ash/slag blended system were studied. Based on these studies, the following conclusions can be drawn:
(1)

(2)

(3)

(4)

Both the activator modulus and slag content affected the setting time and workability of AAFS
pastes. When the activator modulus was different, the effect of slag content on setting time
and workability showed different trends. It indicated that a combined effect existed as the raw
material and activator modulus varied.
AAFS mixtures with higher slag content had a higher rate of heat release and higher extent of
the reaction, leading to an increased compressive strength both at 7 d and 28 d. The increase of
the activator modulus from 0 to 1.0 resulted in a higher heat release and compressive strength,
while further increasing the activator modulus to 2.0 resulted in a low extent of reaction, and was
unfavorable to the development of the strength. The dissolution of slag was more pronounced
when NaOH was applied as the activator.
The MIP results indicated that the addition of slag greatly decreased the capillary pores and
increased the gel pores in AAFS, leading to lower total porosity and smaller pores. The use
of Na2 SiO3 as activator significantly refined the pores in AAFS, while further increasing the
modulus from 1.0 to 2.0 resulted in a coarser pore structure.
The SEM/EDS results indicated that both the activator modulus and fly ash/slag content affected
the types of reaction products in AAFS. The coexistence of N–A–S–H gel and C–A–S–H gel was
identified in the AAFS activated with high pH but low SiO2 content. The C–A–S–H gel had
higher space filling ability than N–A–S–H gel, resulting in a denser microstructure.
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