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Abstract: To suppress the volume expansion and thus improve the performance of antimonene as a
promising anode for lithium-ion batteries, we have systematically studied the stability, structural
and electronic properties of the antimonene capped with graphene (G/Sb heterostructure) upon
the intercalation and diffusion of Li atoms by first-principles calculations based on van der Waals
(vdW) corrected density functional theory. G/Sb exhibits higher Young’s modulus (armchair: 145.20,
zigzag: 144.36 N m−1 ) and improved electrical conductivity (bandgap of 0.03 eV) compared with
those of antimonene. Li favors incorporating into the interlayer region of G/Sb rather than the outside
surfaces of graphene and antimonene of G/Sb heterostructure, which is caused by the synergistic effect.
The in-plane lattice constants of G/Sb heterostructure expand only around 4.5%, and the interlayer
distance of G/Sb increases slightly (0.22 Å) at the case of fully lithiation, which indicates that the
capping of graphene on antimonene can effectively suppress the volumetric expansion during the
charging process. Additionally, the hybrid G/Sb heterostructure has little influence on the migration
behaviors of Li on the outside of graphene and Sb surfaces compared with their free-standing
monolayers. However, the migration energy barrier for Li diffusion in the interlayer region (about
0.59 eV) is significantly affected by the geometry structure, which can be reduced to 0.34 eV simply
by increasing the interlayer distance. The higher theoretical specific capacity (369.03 mAh g−1 vs
208 mAh g−1 for antimonene monolayer) and suitable open circuit voltage (from 0.11 V to 0.89 V) of
G/Sb heterostructure are beneficial for anode materials of lithium-ion batteries. The above results
reveal that G/Sb heterostructure may be an ideal candidate of anode for high recycling–rate and
portable lithium-ion batteries.
Keywords: graphene/antimonene heterostructure (G/Sb); Li adsorption properties; diffusion energy
barrier; theoretical specific capacity; first-principles calculations

1. Introduction
Owing to their high reversible capacity, high energy/power density, and long lifespan, lithium-ion
batteries (LIBs) have received considerable interests for electrochemical energy storage and conversion
devices such as electric vehicles and portable electronic devices [1–3]. In the past decade,
two-dimensional (2D) materials, such as graphene [4], MoS2 [5], black or blue phosphorene [6,7],
SnP3 [8], and MXenes [9], have attracted significant attention as promising anode material in metal
ion batteries, which exhibit enhanced electrochemical properties compared to their bulk counterparts
due to their large surface-to-volume ratio, fast ion diffusion, and enlarged surface active sites for ion
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storage. However, the low adsorption energy and the weak binding strength between Li and 2D
layered materials significantly hampered their practical applications in LIBs.
Recently, antimonene (Sb) possessing a buckled hexagonal structure has been successfully
fabricated by mechanical exfoliation [10], van der Waals epitaxy on the PdTe2 [11], as well as
liquid-phase exfoliation [12]. Due to its low price, high theoretical capacity, moderate working voltage,
and unique puckered-layer structure, antimonene has become an attractive choice as an anode material
for high-performance LIBs and sodium-ion batteries (SIBs) [13–16]. The capacity of a few layers
of antimonene for Li storage can be maintained at 584.1 mAhg−1 after 100 charging/discharging
cycles, and the capacity fading during 100 cycles was only 3.8%, which is superior to those of
Sb bulk and Sb nanoparticles [15]. It is also reported by Su et al. that ML antimonene favors
a low Li diffusion energy barrier of 0.34 eV along the in-plane direction, which is also a critical
indicator to obtain high-performance LIBs and supercapacitors based on the antimonene-electrode [14].
However, the utilization of Sb anode is seriously restricted by the severe volumetric change during
the chargeable/dischargeable processes, such as the considerable volume expansion (~200% for LIBs)
caused by Li intercalation [16], which may lead to severe mechanical pulverization of anode materials,
rapid capacity fading, and the cycling lifetime shortening of rechargeable batteries. Therefore, it is
anticipated to design novel anode materials based on antimonene to suppress the volumetric changes.
The vertical heterostructure stacked by different 2D materials is a promising way to construct
new materials [17] that integrates the properties of their isolated components, which is expected to
be beneficial for rapid electron transport as well as accelerated cation transport in electrodes and
further improve the rate performance of LIBs and SIBs. Due to its fascinating electrical conductivity
and excellent mechanical properties, graphene is commonly introduced to construct hybrid electrode
materials, which exhibits attractive electrochemical properties and high structural stability [18–28].
A series of experimental and theoretical study have confirmed that graphene hybrid with MoS2 [18],
black phosphorene (black-P) [19,20], and transition metal carbides (MXenes) [21], as well as metal
oxides, have shown good performance in LIBs. Furthermore, based on the high specific surface area
and flexibility of graphene, good interfacial contact between particles and capping graphene could
effectively prevent the Li aggregation during volume contraction/expansion and reduce the volume
changes caused by an alloying reaction [22]. For example, although blue phosphorene (blue-P) tended
to be oxidized under ambient condition, the capping layer of graphene on blue-P can effectively
protect blue-P from oxidation, which has been demonstrated theoretically to be good anode materials
for LIBs [23]. An obvious advantage for a vertical heterostructure is that the interlayer distance is
feasible and can be adjusted to intercalate as many metal ions as possible and further improve the
specific capacity of batteries [24,25]. A high specific capacity of more than 5000 mAh g−1 [24] has
already been demonstrated for batteries with unstacked carbon nanosheets implanted by an N-doped
carbon nanotube (CNT) forest as electrodes, which indicated that the pillared layered structures
with larger interlayer distance could effectively improve the capacity. Moreover, compared to the
semiconducting black-P, MXenes, and TMSs such as MoS2 and WS2 , the introduction of graphene could
effectively enhance the electron transport properties of hybrid composites as anode materials, which is
an important influence factor for high-performance LIBs. For instance, hybrid black-P/graphene (P/G)
exhibits a small bandgap of 9 meV, which mainly arise from bandgap opening of graphene owing to
the breaking of structural symmetry caused by the black-phosphorene interaction [20]. It has also been
reported that the adsorption energy of Li atoms and mechanical stiffness of phosphorene/graphene
or MXene/graphene can be effectively enhanced [20,26,27], and the cycling stability of MoS2 can be
improved [28] by capping of graphene on phosphene, MXene and MoS2 , respectively.
Inspired by the graphene/blue-P, graphene/MXenes, graphene/MoS2 pillared structure of Ti3 C2 O2
intercalated by quinine molecules [25], we introduced the chemically stable graphene as an effective
capping agent for antimonene to design a unique hybrid graphene/antimonene heterostructure (G/Sb)
as promising anode materials for LIBs. Zhang et al. studied the electronic properties of G/Sb
heterostructure by DFT calculations and predicted that the band structure of the G/Sb heterostructure
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Figure 1. (a)–(d) Top and side views of four stacked patterns (H-H, H-Sb, C-H, and C-Sb) for
Figure 1. (a)–(d) Top and side views of four stacked patterns (H-H, H-Sb, C-H, and C-Sb) for
graphene/antimonene heterostructures, in which the brown and pink balls represent C and Sb atoms,
graphene/antimonene heterostructures, in which the brown and pink balls represent C and Sb atoms,
respectively. d represents the interlayer distance between graphene and antimonene. The dash lines in
respectively. d represents the interlayer distance between graphene and antimonene. The dash lines
every stacked structure represent the rhombus primitive cell.
in every stacked structure represent the rhombus primitive cell.

To investigate the diffusion properties of Li in the G/Sb heterostructure, the nudged elastic band
(NEB) method was adopted to calculate the transition state and migration barrier [37,38]. All the
geometry structures are fully relaxed until the total energies satisfied the convergence of 1.0 × 10−5 eV
and forces on each atom smaller than 0.01 eV/Å, respectively.
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3. Results and Discussion
3.1. Stability, Structural, and Electronic Properties of G/Sb Heterostructure
The geometrical structures of monolayer graphene (G) and antimonene (Sb) are optimized for
references. Graphene exhibits hexagonal honeycomb structure with lattice constant of 2.47 Å and its
C–C bond length and bond angle are 1.43 Å and 120◦ , respectively. However, in order to increase
the stability of layered structure, antimonene adopts buckled honeycomb structures with lattice
parameter and layer thickness of 4.12 Å and 1.65 Å, which is similar to those of buckled arsenene and
silicene [39,40]. The above calculated results are in good agreement with previous results.
In order to find out the most stable stacking pattern for the graphene on antimonene, here,
we considered four typical stacking configurations, H-H, H-C, Sb-C, and Sb-HG , for G/Sb heterostructure
as illustrated in Figure 1. All systems were geometrically optimized to get the most stable atomic
configuration. We introduced the formation energy to investigate the thermodynamic stability of
possible stacking configuration for G/Sb heterostructure. The formation energy per atom was described
as follows:
total
E f = (Etotal
− Etotal
(1)
G − ESb ) /N,
G/Sb
where Etotal
is the total energy of G/Sb heterostructure and Etotal
and Etotal
represent the total energies of
G
G/Sb
Sb
the pristine graphene and antimonene monolayers, respectively. N is the total number of atoms in the
system. The results for bilayer graphene and bilayer antimonene are also calculated as references (listed
in Table 1). Our calculated interlayer formation energy of bilayer graphene with AB stacking pattern are
−24.95 meV per atom, which is in good agreement with previous studies of −18 meV per atom obtained
by quantum Monte Carlo simulations [21]. AB stacking is the ground state structure for bilayer
antimonene, and Ef is −65.12 meV per atom due to the relatively less Sb atoms per unit area. After fully
relaxation, the formation energy for the H–H stacking configuration of G/Sb heterostructure (shown in
Figure 2a) with lowest total energy among four geometries considered is about −30.43 meV per atom,
implying that the G/Sb heterostructrure exhibits high thermodynamic stability similar to that of bilayer
graphene. Besides, the Sb–Sb bond length (2.89 Å) changes little while the C–C bond length (1.43 Å) is
slightly shorter than that in freestanding graphene (1.46 Å). The equilibrium interlayer distance (3.53 Å)
is slightly shorter than those of P/G (3.61 Å) [20], C3 N/P (3.61 Å) [41], while larger than that of bilayer
antimonene (2.84 Å) and bilayer graphene (3.28 Å) with AB stacking pattern in our work. Additionally,
deformation resistance is closely associated with the cycling performance of batteries, so we also
investigated the in-plane mechanical properties of the G/Sb heterostructure. The calculated results
show that the Young’s modulus of the G/Sb heterostructure (armchair: 145.20, zigzag: 144.36 N m−1 )
are greatly enhanced compared with those of monolayer antimonene (armchair: 16.70, zigzag: 13.29 N
m−1 ), which can be explained by the synergy effect between individual monolayers. This improved
stiffness of G/Sb is rather vital as anode materials for LIBs due to the large stresses and deformations
resistance caused by the lithium intercalation.
Table 1. Calculated distance between graphene and antimonene (d) and the formation energy
(Ef ) for different stacking vdW graphene/antimonene heterostructure and bilayer graphene and
antimonene with an A–B stacking pattern. Distances and formation energy are given in units of Å and
meV/atom, respectively.
H-H

H-Sb

C-H

C-Sb

5 × 5-bi-G (AB)

3 × 3-bi-Sb (AB)

D (Å)

3.529

3.533

3.531

3.530

3.299

2.835

Ef (meV/atom)

−30.43

−30.37

−30.35

−30.40

−24.95

65.33

The band structures and density of states (PDOS) of monolayer graphene, antimonene, and
G/Sb are shown in Figure 2c,d. The pristine antimonene presents a semiconductor character with
a direct band gap of 1.26 eV, which agrees well with previous result (1.04 eV) of antimonene [42].
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Figure 2. (a) Top and side views of the most stable configuration for G/Sb, (b) planar averaged charge
density difference plots along z direction for G/Sb, and the corresponding charge density difference
Figure 2. (a) Top and side views of the most stable configuration for G/Sb, (b) planar averaged
distribution (unit of isosurface level is 0.001eV/Å3 ), in which the yellow and green regions refer to
charge density difference plots along z direction for G/Sb, and the corresponding charge density
the charge accumulation and depletion, respectively. (c) and
(d)—band structure and density of
difference distribution (unit of isosurface level is 0.001eV/Å 3), in which the yellow and green regions
states (DOS) for pristine monolayer of graphene and antimonene as well as the G/Sb heterostructure,
refer to the charge accumulation and depletion, respectively. (c) and (d)—band structure and density
respectively. The Fermi level is set to be 0 eV denoted by the black dash lines. The green balls represent
of states (DOS) for pristine monolayer of graphene and antimonene as well as the G/Sb
Li atoms.
heterostructure, respectively. The Fermi level is set to be 0 eV denoted by the black dash lines. The
green
balls give
represent
Li atoms.
To
further
insight
into how the coating of graphene affects the electronic properties of the

G/Sb system, we also investigated the charge transfer and charge density difference distributions.
To further give insight into how the coating of graphene affects the electronic properties of the
The planar averaged charge density difference along the z direction is plotted in Figure 2c, which is
G/Sb system, we also investigated the charge transfer and charge density difference distributions.
defined as
The planar averaged charge density difference along the z direction is plotted in Figure 2c, which is
∆ρz = ρz (G/Sb) − ρz (G) − ρz (Sb),
(2)
defined as
where ρz (G/Sb) is the planar averaged density along z direction of G/Sb, ρz (G) and ρz (Sb) are those of
Δρz with
ρz (G
/ Sb)  ρz (G)  ρasz (in
Sbthe
) , heterostructure. This charge
(2)
the pristine graphene and antimonene
the same positions
distribution shows that there are two depletion regions around the topmost graphene surface atoms
where ρz (G / Sb) is the planar averaged density along z direction of G/Sb, ρz (G ) and ρz ( Sb)

are those of the pristine graphene and antimonene with the same positions as in the heterostructure.
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3.2. Adsorption and Intercalation of Single Li in the G/Sb Heterostructure
3.2. Adsorption and Intercalation of Single Li in the G/Sb Heterostructure
To examine the properties of Li incorporating into the G/Sb heterostructure, several possible
To examine the properties of Li incorporating into the G/Sb heterostructure, several possible
adsorption and intercalation sites were considered in our study. We have explored three different
adsorption and intercalation sites were considered in our study. We have explored three different
regions—(1) Li adsorbed on the outside graphene surface (Li/G/Sb), (2) Li adsorbed on the outside
regions—(1) Li adsorbed on the outside graphene surface (Li/G/Sb), (2) Li adsorbed on the outside
antimonene surface (G/Sb/Li), and (3) Li intercalated in the interlayer of graphene and antimonene
antimonene surface (G/Sb/Li), and (3) Li intercalated in the interlayer of graphene and antimonene of
of G/Sb heterostructure (G/Li/Sb). Nine adsorption and intercalation sites of Li adatom are
G/Sb heterostructure (G/Li/Sb). Nine adsorption and intercalation sites of Li adatom are considered to
considered to search for the most stable geometries. For the cases of Li adsorbed on the outside
search for the most stable geometries. For the cases of Li adsorbed on the outside graphene surface
graphene surface (Li/G/Sb), two adsorption sites considered are HC (above the center of hexagonal
(Li/G/Sb), two adsorption sites considered are HC (above the center of hexagonal C-C rings) and TC
C-C rings) and TC (the top site of C atom), as shown in Figure 3a, while for the case of G/Sb/Li, we
(the top site of C atom), as shown in Figure 3a, while for the case of G/Sb/Li, we considered three
considered three high-symmetrical adsorption sites including TSb(the top site of lower
Sb atom),
high-symmetrical adsorption sites including T (the top site of lower Sb atom), T’ Sb (the top site
T’Sb(the top site of upper Sb atom), and HSb(above Sb
the center of hexagonal Sb-Sb rings), as observed in
of upper Sb atom), and HSb (above the center of hexagonal Sb-Sb rings), as observed in Figure 3b.
Figure 3b. For the intercalation
of Li in the interlayer of G/Sb heterostructure, there were four
For the intercalation of Li in the interlayer of G/Sb heterostructure, there were four possible adsorption
possible adsorption sites—the center of the hexagonal C-C rings which is near the HSb site (IH1), the
sites—the center of the hexagonal C-C rings which is near the H site (I ), the two-fold site of HC
two-fold site of HC and HSb (IH2), the two-fold site of TC and HSb (Ic),Sband theH1
top site of lower Sb atom,
and HSb (IH2 ), the two-fold site of TC and HSb (Ic ), and the top site of lower Sb atom, which is near the
which is near the HC(ISb), as illustrated in Figure 3c. For comparison, adsorption of Li on the
HC (ISb ), as illustrated in Figure 3c. For comparison, adsorption of Li on the freestanding graphene and
freestanding
graphene and antimonene are also considered.
antimonene are also considered.
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Figure 3. Top and side views of possible Li adsorption sites at the outside surface of (a) graphene and
(b) antimonene, respectively, and (c) interlayer of G/Sb.
Figure 3. Top and side views of possible Li adsorption sites at the outside surface of (a) graphene and
Toantimonene,
better compare
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behaviors
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(b)
respectively,
and (c) interlayer
of G/Sb.

we calculate the binding energy, which is defined as
To better compare the adsorption behaviors of Li at different adsorption and intercalation sites,
Eb = (isEG/Sb
EG/Sb − nELi )/n,
(3)
+Li −as
we calculate the binding energy, which
defined

( EGenergy
nELiheterostructures
)/n,
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the
total
ofGthe
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Li
b 
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Li atoms
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for the corresponding structural and energetic parameters are summarized in Table 2. Our results
can be summarized as follows. First, the HC and TSb are the most favorable adsorption sites for
Li/G/Sb and G/Sb/Li system, respectively, which are identical to the adsorption cases of Li adatom on
the pristine monolayers (Li/G and Li/Sb). However, the adsorption behavior of Li adatoms on the
antimonene surface can be remarkably enhanced by increasing the binding energy from 1.96 eV for
pristine antimonene to 2.23 eV for Li adsorption at TSb sites, while the change of Eb for Li/G/Sb is only
0.10 eV compared with the case of Li/G. Second, the binding energies for Li occupying different sites
of the interlayer of G/Sb are in the order of IC (2.67 eV) < IH1 (2.80 eV) < IH2 (2.88 eV) < ISb (2.92 eV).
It is obvious that ISb is the most stable site for Li intercalated in the interlayer site of G/Sb, since it
is very close to the most stable sites of Li adsorbed on the outside graphene surface (Hc ) and the
antimonene surface (TSb ), indicating that the stability of the intercalation of Li in G/Sb depends on
both graphene and antimonene. Finally, it can be seen that the G/Li/Sb system is energetically more
stable than Li/G/Sb and G/Sb/Li systems by 0.89 eV and 0.69 eV, respectively, which is ascribed to the
interaction of Li atom with both graphene and antimonene at the interlayer sites. These calculated
results indicate that the Li adatom prefers to reside in the interlayer space of G/Sb heterostructure
rather than be incorporate at the outside surfaces of graphene and antimonene during the lithiation
process. In other words, Li will first intercalate into the interlayer of the G/Sb during the lithiation
process and then occupy the outside surfaces of graphene and antimonene in G/Sb, which is similar to
the case of G/black-P [23] but is different from the case of blue-P/MS2 (M = Nb,Ta) heterostructure [43].
Furthermore, the significant enhancement of Li bonding strength in the G/Sb systems compared to
the pristine graphene and antimonene ML is mainly contributed by the synergistic effects between
graphene and antimonene, which is beneficial to improve the Li capacities. The enhanced binding
energy between Li and G/Sb not only avoid the formation of metallic lithium but also increases the
security and reversibility of LIBs, which make it possible for G/Sb to be the candidate anode materials
for LIBs in experiments.
Table 2. Binding Energy Eb (eV) of one Li adatom absorbed on monolayer graphene (Li/G) and
antimonene(Li/Sb) and outside surface of graphene (Li/G/Sb) and antimonene (G/Sb/Li) of G/Sb
heterostructure, intercalated in the interlayer site of G/Sb (G/Li/Sb), the calculated equilibrant interlayer
distances dC-Sb (Å) between graphene and antimonene, and the averaged charge transfer for Li (∆QLi ),
carbon (∆QC ), and antimony atoms (∆QSb ) for the above systems.
Li Site

Eb (eV)

∆QLi

∆QC

∆QSb

dC-Sb

Li/G

HC
TC

1.90
1.53

+0.889
+0.901

−0.889
−0.901

Li/Sb

TSb
T’Sb
HSb

1.96
1.24
1.85

+0.847
+0.866
+0.855

−0.847
−0.866
−0.855

Li/G/Sb

HC
TC

2.02
1.66

+0.888
+0.902

−1.043
−1.058

+0.155
+0.156

3.496
3.497

G/Sb/Li

TSb
T’Sb
HSb

2.23
1.42
2.15

+0.843
+0.866
+0.853

−0.518
−0.516
−0.479

−0.325
−0.351
−0.374

3.448
3.444
3.453

G/Li/Sb

IH1
IH2
ISb
IC

2.80
2.88
2.92
2.67

+0.846
+0.844
+0.849
+0.842

−0.708
−0.703
−0.797
−0.656

−0.138
−0.141
−0.053
−0.186

3.535
3.515
3.473
3.520

For the case of G/Li/Sb and G/Sb/Li, a significant charge transfer from Li atom to the neighboring
C and Sb atoms, which is due to the atomic electronegativity in the order of C > Sb > Li. While the
Li atom adsorbed at the outside surface of graphene, the C atoms are accepters gaining about 1|e|
from both Li and Sb, which verify the strong ionic interaction of Li with graphene and antimonene.
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Furthermore, the large amount of electron transfer listed in Table 2 indicates that the Li atoms are
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Figure 5. Density of states of Lix C50 Sb18 (x = 1, 9, 18, 28). The scale of left Y-axis is for the PDOS of
graphene and antimonene, which is represented by the gray and red lines, respectively; the scale of
right Y-axis is for the PDOS of Li labeled by green line.

Figure 5. (a)–(d) Density of states of LixC50Sb18 (x = 1, 9, 18, 28). The scale of left Y-axis is for the PDOS
of graphene and antimonene, which is represented by the gray and red lines, respectively; the scale
of right Y-axis is for the PDOS of Li labeled by green line.
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Open circuit voltage (OCV) and specific capacity are commonly used to estimate the
performance of batteries. Under the premise that the small change in volume and entropy are
Open the
circuit
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and specificcomputed
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to estimate
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ignored,
OCV
can be
approximately
from
the total
energy
difference
based on the
offollowing
batteries. equation:
Under the premise that the small change in volume and entropy are ignored, the OCV can
be approximately computed from the total energy difference based on the following equation:

EG / Sb + x1Li + ( x2 − x1 ) μLi − EG / Sb + x2 Li
OCVEG/Sb
≈ +x1 Li +
(x2 − x1 )µLi − EG/Sb+x2 Li ,
( x2 − x1 )e
OCV ≈
,

(4)
(4)

(x2 − x1 )e

where EG / Sb + x1Li and EG / Sb + x2 Li denote the total energies of supercell of the G/Sb with x1 and x2 Li
where EG/Sb
+x1 Li and EG/Sb+x2 Li denote the total energies of supercell of the G/Sb with x1 and x2 Li
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Li storage capacity is another factor to determine the performance of LIBs, and the theoretical
specific capacity can be given by
Li storage capacity is another factor to determine the performance of LIBs, and the theoretical
xF
C≈
,
(5)
specific capacity can be given by
MG/Sb

xF F is the Faraday constant (26.081 Ah mol−1 ),
where x is the maximum number of Li adatoms intercalated,
C≈
,
(5)
M G / Sb It is expected that the G/Sb heterostructure
and MG/Sb is the mole weight of the G/Sb heterostructure.
can offer larger storage capacity than bilayer antimonene since the G/Sb heterostructure has a smaller
where x is the maximum number of Li adatoms intercalated, F is the Faraday constant (26.081 Ah
mole weight compared to bilayer antimonene. According to Figure 5, we can estimate the maximum
mol−1), and M G / Sb is the mole weight of the G/Sb heterostructure. It is expected that the G/Sb
number of Li adatoms
intercalated to G/Sb is 28. Based on the Equation (5), the theoretical specific
heterostructure
can
offer larger
capacity
than is
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since
capacity of G/Sb are estimated
to be storage
270.13 mAh
g−1 , which
higherantimonene
than that (208
mAhthe
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) of
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hasina reference
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to Figure
pristine
antimonene
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and
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potential
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material for LIBs.
−1, which is
Equation
(5),
the
theoretical
specific
capacity
of
G/Sb
are
estimated
to
be experimental
270.13 mAh gvalues
The theoretical specific capacity of G/Sb obtained is smaller than the
for
a few layers of antimonene and Sb nanoparticles, but antimonene rapidly expands about 200% in
volume [15]. With the capping of graphene, our calculations predicted that the volume expand is
slight (around 4.5% at in-plane direction and increasing of 0.22 Å for interlayer distance) in the case of
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full lithiation, which is in agreement with G/Sb heterostructure as anode of sodium-ion batteries [30].
The theoretical specific capacity of G/Sb can be increased to be 549.91 mAh g−1 , which is close to the
experimental value for few layer antimonene [15] by intercalating more Li ions in G/Sb heterostructures
in consequence of notorious volume changes.
3.5. Li Diffusion on the G/Sb Heterostructure
The rate capacity is the essential issue for high-performance LIBs, which is closely associated with
the high electrical conductivity and Li mobility. It has been discussed that the presence of graphene
could significantly reduce the bandgap of antimonene, and the incorporation of Li atoms further
improves the electrical conductivity of G/Sb. Since the fast Li diffusion is vital for the battery to rapidly
charge/discharge, we next turn to investigate the mobility of Li atoms at G/Sb heterostructure. As listed
in Table 2, the interactions between Li and G/Sb heterostructure are much stronger than those between
Li and graphene or antimonene, and the adsorption sites and diffusion pathways in the G/Sb systems
thus mainly occur in the following regions: on the outside surface of graphene or antimonene, from the
outside surface of graphene or antimonene to interlayer space, and the interlayer space between
graphene and ML antimonene. The optimized migration pathways and corresponding energy profiles
are presented in Figure 7.
On the outside surfaces of graphene, it is noted that the energy barrier is about 0.35 eV for diffusion
of Li adatom from HC site to the nearest-neighboring HC site in Figure 7a, which is comparable to the
cases of Li diffusion on pristine graphene in previous studies (0.32 eV) [4]. Similarly, we also found
that the Li adatom shared the same migration pathway both on outside surface of antimonene of G/Sb
heterostructure and ML antimonene, such as diffusing from TSb site to the nearby TSb site passing
through the intermediate stable HSb site as shown in Figure 7b. The calculated diffusion barrier is
slightly higher by 0.03 eV than that for the diffusion of Li (0.34 eV) on ML antimonene reported by
Sengupta et al. [14]. By comparison, we found that the diffusion behavior of Li adatom on the outside
surface of graphene and antimonene is almost unaffected by the bilayer heterostructure, which is
stacked by weak vdW interaction.
As listed in Table 2, Li adatom inserted into the interlayer of G/Sb is more stable than that adsorbed
at the outside surface of graphene or antimonene. Therefore, we also investigated the possibility of
Li migration from the outside surface to the interlayer region by directly crossing the graphene and
antimonene surfaces, which are shown in Figure 7c,d. It is noticeable that the energy barrier is about
10.51 eV for Li diffusing through the C–C ring, which is consistent with the value (10.02 eV) of Li
adatom crossing the graphene in previous study [46]. The diffusion barrier for Li diffused from HSb
site to IC site through the Sb–Sb ring is about 1.26 eV, which is compatible to the case of Li migrate cross
Sb layers in few layer antimonene (1.14 eV) [15] and in the bulk Sb (1.73 eV) [47]. These calculated
results indicate that it is much easier for Li passing through antimonene to accommodate at the most
stable sites at the interlayer region of G/Sb than through graphene. We think the different results are
mainly caused by Sb–Sb ring with larger size of about 4.76 Å (2.85 Å for C–C ring), which is conducive
to the passing of Li via the center of the hexagon. Interestingly, Kistanov and co-workers found that
the tensile strain could effectively reduce the energy barrier for a lithium atom to diffuse across the
antimonene sheet based on the DFT calculations [48], which can further confirm our calculations.
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such as high-capacity bulk silicon anode materials with a diffusion barrier around 0.57 eV, commercial
such as high-capacity bulk silicon anode materials with a diffusion barrier around 0.57 eV,
graphite (0.5 eV) [49], and graphene/V2 CO2 (0.60 eV) [21], suggesting that antimonene covered with
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graphene are promising candidates for anode materials in battery applications. The reasons for the
different energy barrier are ascribed to the presence of the geometric constraint in G/Sb, which affects
the binding energy of Li intercalation, interlayer separation, and distance between Li and host. In other
words, the Li atom should travel between graphene and antimonene at the interlayer region instead
of moving on top of the surface of graphene or antimonene. However, it also has been reported that
the diffusion behavior of Li in the interlayer of G/phosphorene (0.12 eV) [20] and C3 N/phosphorene
(0.24 eV) [41] are very similar to that on pristine ML phosphorene (0.09 eV) [6], which mainly arises
from the diffusion of Li occurring inside the groove of phosphorene rather than the interlayer region.
Previous experimental studies confirmed that weakening the interaction of Li ions with the
constituent layers can effectively reduce the diffusion barriers of Li atom [24,50]. This can be achieved
by fabricating pillar structures to enlarge the interlayer distance of graphene and antimonene with
the help of intercalated molecules or carbon nanotubes [50]. For instance, adjusting the interlayer
distance can also improve the storage capacity by multilayer adsorption between the layers, such as
Ti3 C2 O2 intercalated by quinone molecules displays fast kinetics and enhanced Li storage capacity [25].
In order to provide further support for this statement, we have performed additional calculations by
enlarging the G–Sb interlayer distance from the equilibrium value of 3.53 Å to 4.20 Å manually. In this
case, we find that the binding energies for Li located at ISb and IC are 2.70 eV and 2.41 eV, which are
smaller than those for G/Sb with equilibrium interlayer distance. The diffusion energy barrier for Li
diffusion along the path-I reduces from 0.59 eV to about 0.34 eV. These calculated results support the
energetic stability of Li embedded in the G/Sb interface, and we also find that the increasing of the G–Sb
vertical distance could remarkably reduce the energy barrier of Li diffusion, due to the weakening
of the interactions between adjacent sheets. Meanwhile, more Li atoms can be intercalated in the
interlayer region and the theoretical specific capacity of G/Sb can be estimated to be 369.03 mAh·g−1
when interlayer distance is increased to 4.20 Å, which is very close to that of the commercial graphite
anode (372 mAh g−1 ) [49].
4. Conclusions
In summary, we have systematically investigated the G/Sb heterostructure as an anode material
for LIBs based on first-principles calculations. The calculated results reveal the G/Sb heterostructure
not only exhibits high structural stability with formation energy of about –30.43 meV per atom,
which is higher (the absolute value) than that of the stacked graphene bilayer (–24.95 meV per atom),
but also possesses improved stiffness accompanied by greatly enhanced Young’s modulus (armchair:
145.20, zigzag: 144.36 N m−1 ) compared with free standing antimonene (armchair: 16.70, zigzag:
13.29 N m−1 ). It is noted that the existence of graphene could effectively reduce the bandgap of the G/Sb
heterostructure to 0.03 eV, indicating the electrical conductivity of hybrid heterostructure is significantly
enhanced compared to pristine ML antimonene, which is beneficial for G/Sb heterostructure–based
LIBs. It is also found that the Li adatom prefers to intercalate into the interlayer region with larger
adsorption energy (2.92 eV) instead of incorporating at the outside surface of graphene (2.02 eV) or
antimonene (2.23 eV), which indicated that the interlayer region of the G/Sb heterostructure could
provide a unique space for the accommodation of Li atoms due to the synergistic effect. Furthermore,
Li adatoms maintain the high diffusion mobility of Li on the outside surfaces of antimonene or
graphene of G/Sb heterostructure, while the diffusion barrier of Li in the interlayer region increases
to 0.59 eV from 0.35 eV for pristine ML antimonene. It results from the limited interlayer distance
and common modulation of individual monolayers on the Li bonding strength and can be reduced
to 0.34 eV simply by increasing the interlayer distance. Importantly, the in-plane lattice constant of
G/Sb heterostructure is slightly increased by around 4.5% along the a/b-axis direction in the case of
full lithiation, which is significantly smaller than that of few layers of antimonene. The interlayer
distance of G/Sb also increases relatively slightly (0.22 Å) during the full lithiation process, which is
much less than that of a few layers of antimonene (1.14 Å) reported in experiments. Therefore,
the capping of graphene can effectively minimize the volumetric expansion during charging process,
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which is desirable for anode materials of LIBs. The theoretical specific capacity of G/Sb heterostructure
(369.03 mAh g−1 ) is also improved compared to pristine antimonene (about 208 mAh g−1 ) after full
lithiation. The calculated open circuit voltage (OCV) is in the range of 0.89 V to 0.11 V, which is
within the desired potential range (0.10–1.00 V) for anode materials. Overall, our findings show that
G/Sb exhibits good mechanical properties, good electrical conductivity, very small volume expansion,
relatively high capacity, and suitable open circuit voltage, which demonstrates that G/Sb holds promise
to be a good candidate as an anode material in LIBs. Moreover, these studies could enhance the
understanding of 2D antimonene-based heterostructures, which is important for the rational design of
high-performance electrode materials for LIBs.
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