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Abstract: The proximity of the “post-antibiotic era”, where infections and minor injuries could
be a cause of death, there are urges to seek an alternative for the cure of infectious diseases.
Copper nanoparticles and their huge potential as a bactericidal agent could be a solution. In this
work, Cu and Cu oxide nanoparticles were synthesized by laser ablation in open air and in argon
atmosphere using 532 and 1064 nm radiation generated by nanosecond and picosecond Nd:YVO4
lasers, respectively, to be directly deposited onto Ti substrates. Size, morphology, composition and
the crystalline structure of the produced nanoparticles have been studied by the means of field
emission scanning electron microscopy (FESEM), high resolution transmission electron microscopy
(HRTEM), the energy dispersive spectroscopy of X-rays (EDS), selected area electron diffraction
(SAED) and X-ray diffraction (XRD). The UV-VIS absorbance of the thin layer of nanoparticles was
also measured, and the antibacterial capacity of the obtained deposits tested against Staphylococcus
aureus. The obtained deposits consisted of porous coatings composed of copper and copper oxide
nanoparticles interconnected to form chain-like aggregates. The use of the argon atmosphere
contributed to reduce significantly the formation of Cu oxide species. The synthesized and deposited
nanoparticles exhibited an inhibitory effect upon S. aureus.
Keywords: copper nanoparticles; laser ablation; antibacterial effects

1. Introduction
The decreasing effectiveness of antibiotics and other antimicrobial agents is a global concern.
According to the World Health Organization (WHO), “the post-antibiotic era”, where no treatment
for infections and minor injuries exists, is near [1]. Currently, antibiotic resistance kills an estimated
700,000 people each year, and some experts predict that the number could rise to 10 million by 2050,
if efforts to curtail resistance or develop new antibiotics are not made [2].
Staphylococcus aureus, in addition to being related to a large number of infectious diseases, is one
of the bacteria that presents a greater resistance to current commercial antibiotics [3]. Furthermore,
several researchers have demonstrated the important role of this S. aureus in some oral infections such
as peri-implantitis, which is considered the main cause of dental implant failure [4]. To promote an
antimicrobial response from implants, some metallic antibacterial elements have been incorporated
into implants’ surfaces and matrices [5,6]. Among these elements, noble metal and transition metal
nanoparticles are attracting great interest due to their remarkable antibacterial properties.
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Copper, besides the fact that it is potentially effective against different bacterial pathogens [7], is a
trace element. That is, an element necessary for the proper functioning of the human body in amounts
less than 100 mg per day, there being recommended a daily copper intake of around 1.4 mg for an
adult weighing about 70 kg [8]. It works as an agent to help integrate iron, zinc and vitamin C, besides
being essential for the brain and its neurotransmissions, energy production, and to regulate several
hormonal processes. In addition, copper is part of a good number of enzymes, and is involved in tissue
respiration [9,10].
In particular, the antibacterial activity of copper and its oxides when the size is reduced to
nanoscale is of great interest because of a high surface to volume ratio, which allows doctors to kill the
pathogens without affecting the healthy tissue that surrounds it [11]. But not only is the size behind
these particular properties, but also shape of the particles, which depends upon the fabrication method.
The technique of laser ablation in gaseous media used in the present study allows researchers to obtain
nanoparticles with reduced average sizes. On the other hand, the absence of potentially toxic chemicals
makes this technique a preferred choice for the preparation of nanoparticles. In other techniques, the
use of surfactants or the use of chemical precursors produces the contamination of the nanoparticles
with agents potentially toxic for human cells [12–14].
In previous works, silver nanoparticles were obtained by laser ablation in open air [15], and their
antibacterial properties against Lactobacillus salivarius were then probed [16]. More recently, copper
nanoparticles with different degrees of oxidation were also obtained by laser ablation in water
and methanol, in order to demonstrate their cytocompatibility and bacteriological activity against
Aggregatibacter actinomycetemcomitans [17]. In the present work, we report the synthesis and deposition
of copper and copper oxide nanoparticles on cp Ti substrates in a one-step process by laser ablation.
The process is carried out in the open air and in an argon atmosphere using two different laser
sources. Results and formation process, including the influence of laser parameters, are discussed.
Antibacterial activity against Staphylococcus aureus (a gram-positive aerobic bacteria normally associated
with surgical wounds in orthopedic and dental patients) is also studied for being one of the most
dangerous antibiotic-resistant bacteria.
2. Materials and Methods
2.1. Laser Ablation
A Copper foil with 99.99% of purity (Alfa Aesar) previously cleaned, was used as a laser ablation
target. Titanium discs Grade 2 (Goodfellow Cambridge Limited, Huntingdon, UK) with 10 mm
diameter and about 200 nm of average surface roughness were used as substrates to collect the ablated
material. The target was set at a 30 degree angle with the horizontal plane, and the laser beam was
focused on its upper surface. In each experiment, one Ti substrate was tilted to be placed almost
parallel to the copper target, 10 mm away from the incident point of the laser beam, as detailed in
Figure 1.

Nanomaterials 2020, 10, 300

3 of 16

Nanomaterials 2020, 10, 300

3 of 16

Figure
Figure 1.
1. Laser
Laser ablation
ablation process.
process.

Two different laser sources
sources were
were used
used in
in the
the process.
process. The first system was a diode-pumped
Nd:YVO4
Nd:YVO4 laser,
laser, providing
providing pulses
pulses of
of 14
14 ns
ns at
at aa wavelength
wavelength of
of 532
532 nm
nm with
with0.26
0.26mJ
mJof
ofpulse
pulseenergy.
energy.
The second laser source was a Nd:YVO4 laser providing pulses
pulses of 800 ps at 1064 nm of wavelength
and 0.03 mJ of pulse energy. The laser beam spot diameter on the target surface was estimated to be
132 μm,
µm, giving a fluence of 1.90 J/cm2 in the case of the Green-Nanosecond laser and 196 μm,
µm, giving
2
a fluence of 0.09 J/cm ,, for the IR–Picosecond
IR–Picosecond laser. In
In all
all cases,
cases, the
the laser
laser beam
beam was
was kept in relative
movement with respect to the target at 50 mm/s of scanning speed. The processing parameters used
are listed in Table 1.
Table 1.
Processing parameters.
parameters.
Table
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Table 2. Samples produced and analyzed.

Sample

Laser Source

Atmosphere

a
b
c
d

Green-Nanosecond
Green-Nanosecond
IR-Picosecond
IR-Picosecond

air
argon
air
argon

Time
(min)
5
7
2
3
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Table 2. Samples produced and analyzed.
Sample

Laser Source

Atmosphere

Time
(min)

a
b
c
d

Green-Nanosecond
Green-Nanosecond
IR-Picosecond
IR-Picosecond

air
argon
air
argon

5
7
2
3

In order to compare the obtained samples, the same ablated mass (2 mg) for each condition
was deposited on a titanium plate. Since the process parameters (shown in Table 1) and atmosphere
changed, different processing time was required to obtain the same ablated mass as reported in Table 2.
In this sense, it is noteworthy to mention that several previous assays were performed with each
condition before the final preparation, in order to adjust carefully the required time to obtain the same
mass. Additionally, in each final assay, the ablated mass was confirmed by weighing the targets before
and after the ablation process (∆m ± 0.001 g) for a higher accuracy.
2.2. Sample Preparation and Characterization Technics
The morphology and composition of the nanoparticles on the titanium surface were characterized
by using a Ga ion beam in the FEI Helios NanoLab 600 (FEI, Hillsboro, OR, USA) dual beam microscope.
Scanning electron microscopy (SEM) micrographs and energy dispersive spectroscopy X-rays (EDS) on
the sectioning layer of the coating were obtained by Focused Ion Beam (FIB).
The deposited nanoparticles on the titanium discs were observed by Field Emission Scanning
Electron Microscopy (FESEM) with a JEOL JSM 6700F microscope (JEOL, Akishima, Japan).
Carbon-coated copper microgrids were also used as substrates to collect the nanoparticles for a
size and morphology analysis. Transmission Electron Microscopy (TEM) images were acquired with a
JEOL JEM 1010 (JEOL, Akishima, Japan) microscope and the nanoparticle size distribution was derived
from a histogram obtained by measuring the diameter of about 300 particles.
Nanoparticles were also deposited on carbon-free copper microgrids in order to accomplish
a crystallographic characterization. High-Resolution Transmission Electron Microscopy (HRTEM)
and Selected Area Electron Diffraction (SAED) images were acquired with a JEOL JEM 2010F (JEOL,
Akishima, Japan) high-resolution transmission electron microscope, equipped with a slow digital
camera scan, using a 200 kV accelerating voltage. Identification of phases was achieved by comparing
the measured distances with the diffraction patterns from the ICDD (JCPDS) database.
In order to corroborate the composition of the obtained nanoparticles, X-ray diffraction (XRD)
analysis was carried out by means of a PANanalytical X’Pert Pro X-ray diffractometer using
monochromated Cu-Kα radiation (wavelength 1.54 Å) over the 20–100◦ 2θ range with a step size of
0.02◦ . To facilitate the phase identification, the nanoparticles were deposited on a zero-background
holder. The diffraction peaks of each sample were compared with the reference pattern of pure copper
and different copper oxides from the ICDD (JCPDS) database.
The same ablation process was repeated by using a piece of glass to collect the nanoparticles, with
the purpose of studying the optical properties. The ultraviolet to visible (UV/VIS) absorption spectrum
of the copper nanoparticles’ layer was measured in the range from 280 to 800 nm, using a Hewlett
Packard HP 8452 diode array spectrophotometer.
Finally, three replicas (titanium discs with NPs) of each condition were submerged in 25 mL
of ultrapure, deionized water in order to study the influence of copper ions in the bactericidal
process. From each replica, 1.5 mL were laid away regularly during the first 21 days to be centrifuged.
The extracted volume (1.5 mL) was gently replaced with fresh, deionized water. Afterwards, possible
nanoparticles were separated from the solutions by using an Eppendorf miniSpin centrifuge at
13,400 rpm for 30 min at room temperature. After centrifuging, only 1 mL from the upper surface was
taken, leaving the heaviest matter (NPs) in the bottom. In this regard, in order to ensure that only
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the ions in suspension are measured, UV-VIS spectroscopy was also used before analyzing. Finally,
the ions content in the solutions was measured by Inductively Coupled Plasma Optical Emission
Spectrometry (ICP-OES) with an Optima 4300 DV (Perkin Elmer, Waltham, MA, USA).
2.3. Antimicrobial Activity
The antibacterial activity of the treated samples was studied with Staphylococcus aureus (CECT
(Colección Española de Cultivos Tipo) 435, Valencia, Spain) cultured in BHI broth (Scharlab SL,
Sentmenat, Spain). A bacteria inoculum was incubated for 24 h at 37 ◦ C before the assay.
The optical density for the bacterial suspension was adjusted to 0.2 ± 0.01 at 600 nm, equivalent to
1 × 108 colony-forming units (CFU)/mL.
The control and treated samples were immersed in ethanol and distilled water for 15 min each,
and put into a 24-multiwell plate (Nunc, Rochester, NY, USA) with 1 mL bacterial suspension at 37 ◦ C
for 2 h. Afterwards, the samples were washed thrice with phosphate buffered solution (PBS) to wash
off the nonadherent bacteria. The adhered bacteria were collected, sonicating the samples in 1 mL
sterile PBS for 5 min. The PBS was serially diluted, and the diluted bacterial suspensions were seeded
onto agar plates supplemented with BHI medium. The agar plates were then incubated at 37 ◦ C for
24 h, and the CFUs were counted.
2.4. Statistical Analysis
Data collected from the antibacterial assay were statistically analyzed. All quantitative values
were presented as mean ± standard deviation (SD). All experiments were performed using three
replicates. Tukey’s test was applied for comparing the mean of each group with the mean of the control
group, and the means of all groups in pairs with a level of significance p-value < 0.05.
3. Results and Discussion
The characteristics and properties of the obtained nanoparticles were investigated, and the results
analyzed concerning the influence of different parameters in the ablation process.
3.1. Ablation Rate
In order to ensure that the same quantity of ablated material was produced for each condition, the
ablation time was carefully adjusted, being required to be at a different duration for each processing
condition (see Table 2). This information gives us an idea about the efficiency of the process depending
on the laser source and the atmosphere used, and also makes it possible to analyze the influence of
time on the resultant nanoparticles.
As detailed in Table 2, the Green-Nanosecond laser requires more than twice as long as the
IR–Picosecond to ablate the same amount of material from the copper plate surface. These results
evidence the influence of laser parameters on the process. According to previous works, the ablation
rate of pure metals is higher at low fluence due to the plasma shielding effect [18]. During the
laser–matter interaction, material from the surface of the target is ejected and the plasma plume appears.
This plasma reaches temperatures of tens of thousands Kelvin in the ablation process, but it is even
higher in case of high fluences. When this occurs, as a result of the temperature increase, the plasma
expands, and a protective shield on the upper surface of the material appears [19]. In addition,
the absorption coefficient of the copper is higher for the 532 nm (green) than for the 1064 nm (invisible)
wavelength, leading to a self-absorption process, where part of the incoming laser radiation is absorbed
by the ablated material [20]. In the aforementioned processes (plasma shielding and self-absorption),
the ablated material absorbs part of the incoming laser radiation, and consequently, the energy which
reaches the surface is attenuated. Both phenomena have a great influence on the plasma development,
and consequently on the amount of the ablated material.
Although laser parameters such as laser fluence, wavelength and pulse duration are important
for controlling the process, the ablation environment determines to a large extent the laser–material
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interaction [21,22]. In this sense, the ablation process seems to be more productive in open air than in
argon. This is likely due to the presence of oxygen and the high reactivity of copper. With about 20% of
the background, air seems to contribute to increase the ablation efficiency by means of an exothermal
reaction. As it was addressed by other authors, oxygen molecules dissociated in the process due to
the high temperatures, and oxidized the surface of the target favoring the reaction and the heating
of the material [18]. In addition, the atomic weight of the gaseous media has a great influence upon
the plasma development. In this sense, Ar with a higher atomic weight than air conduces to more
confinement
of the
plasma plume and a slow expansion.
Nanomaterials
2020,
10, 300
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Figure 3. Field emission scanning electron microscopy (FESEM) micrographs of titanium disc
surface used as substrate.

3.3. Characterization of the Obtained Nanoparticles
3.3.1. Size and Morphology
Several images were recorded and used to perform an analysis of morphology and size
distribution.
As 10,
reference,
a FESEM image of the Titanium substrate surface was also acquired7 (see
Nanomaterials 2020,
300
of 16
Figure 3).

Figure
3. Field
emission
scanning
electron
microscopy
(FESEM)
micrographs
of titanium
Figure
3. Field
emission
scanning
electron
microscopy
(FESEM)
micrographs
of titanium
discdisc
surface
surface used as substrate.
used as substrate.

Figure 4 shows
shows the
the aspect
aspect of
of the
the obtained
obtained copper
copper nanoparticles
nanoparticles anchored
anchored on
on the
the titanium
titanium surface
surface
at low magnification.
Nanomaterials 2020, 10, 300
7 of 16

Figure 4.
4. FESEM
FESEMmicrographs
micrographsof of
nanoparticles
samples
b, d
c obtained
and d obtained
laser
Figure
CuCu
nanoparticles
fromfrom
samples
a, b, ca,and
by laser by
ablation
ablation
(a) Green-Nanosecond
in air, (b) Green-Nanosecond
in argon, (c)laser
IRusing
(a) using
Green-Nanosecond
laser in air, laser
(b) Green-Nanosecond
laser in argon, laser
(c) IR-Picosecond
Picosecond
laser in air, (d)
IR-Picosecond
in Argon,
as reported
in Table 2.
in
air, (d) IR-Picosecond
laser
in Argon, aslaser
reported
in Table
2.

Note that large particles
This result is a common
particles can
can be
be observed
observed on
on the
the titanium
titanium surface.
surface. This
consequence of
ofof
nanoparticles.
When
laser
pulses
of
of laser
laserablation
ablationdue
duetotothe
theformation
formationmechanism
mechanism
nanoparticles.
When
laser
pulses
of high
intensity
strike
on the
copper
target,
the temperature
ofinteraction
the interaction
is increased
high
intensity
strike
on the
copper
target,
the temperature
of the
zone zone
is increased
up to up
its
to its boiling
leading
an explosive
boiling,
nanodroplets
together
with ionized
boiling
point,point,
leading
to an to
explosive
boiling,
wherewhere
nanodroplets
together
with ionized
mattermatter
(ions,
(ions, clusters,
free atoms)
are ejected
thetotarget
to the substrate
surface.
These nanodroplets,
clusters,
free atoms)
are ejected
from thefrom
target
the substrate
surface. These
nanodroplets,
can form
can form spherical
micrometric
and submicrometric
andon
solidify
on the substrate,
the
spherical
micrometric
and submicrometric
particles particles
and solidify
the substrate,
while thewhile
ionized
ionizednucleates
matter nucleates
andThe
grows.
EDSconfirms
analysis that
confirms
thatmicrometric
even the micrometric
particles
matter
and grows.
EDS The
analysis
even the
particles are
copper
arecopper
copperoxide.
or copper oxide.
or
copper nanoparticles
nanoparticles are
are shown
shown in
in Figure
Figure 5.
5.
TEM micrographs of the obtained copper

to its boiling point, leading to an explosive boiling, where nanodroplets together with ionized matter
(ions, clusters, free atoms) are ejected from the target to the substrate surface. These nanodroplets,
can form spherical micrometric and submicrometric particles and solidify on the substrate, while the
ionized matter nucleates and grows. The EDS analysis confirms that even the micrometric particles
Nanomaterials
2020,
10, 300 oxide.
8 of 16
are
copper or
copper
TEM micrographs of the obtained copper nanoparticles are shown in Figure 5.

Figure
electron microscopy
microscopy(TEM)
(TEM)micrographs
micrographsofofCu
Cunanoparticles
nanoparticlesfrom
fromsamples
samples
Figure 5.
5. Transmission
Transmission electron
a, a,
b,
b,
c and
d obtained
laser
ablation
using
(a) Green-Nanosecond
in(b)
air,Green-Nanosecond
(b) Green-Nanosecond
c and
d obtained
by by
laser
ablation
using
(a) Green-Nanosecond
laserlaser
in air,
laser
Nanomaterials
2020,
10,
laser
in argon,
(c)300
IR-Picosecond
air,
(d) IR-Picosecond
laser
in argon,
as reported
in Table
2. 8 of 16
in argon,
(c) IR-Picosecond
laser laser
in air,in(d)
IR-Picosecond
laser in
argon,
as reported
in Table
2.

Ascan
canbe
beobserved
observedatathigher
highermagnification,
magnification,copper
coppernanoparticles
nanoparticlesobtained
obtainedby
bylaser
laserablation
ablation
As
exhibitaarounded
roundedshape
shapewith
withaahigh
hightendency
tendencytotoagglomerate,
agglomerate,forming
formingchain-like
chain-likestructures.
structures.This
Thisisis
exhibit
becauseofof
metallic
nature
the starting
material
and themechanism
formation ofmechanism
of the
because
thethe
metallic
nature
of the of
starting
material and
the formation
the nanoparticles.
nanoparticles.
Concurrently
with
the
nucleation
and
processthe
ofabsorbed
nanoparticles,
the increases
absorbed
Concurrently
with
the nucleation
and
growth
process
of growth
nanoparticles,
radiation
radiation
increases
thealready
temperature
ofNPs
the already
formed
NPs
above
the melting
point, with
melting
and
the
temperature
of the
formed
above the
melting
point,
melting
and joining
others
joining
with others
by coalescence,
leading
to the formation
of chain-like structures.
by
coalescence,
leading
to the formation
of chain-like
structures.
Therepresented
represented
histograms
Figure
6) were
obtained
from several
representative
TEM
The
histograms
(see(see
Figure
6) were
obtained
from several
representative
TEM images
images
by measuring
the diameter
300 particles
of each sample.
by
measuring
the diameter
of about of
300about
particles
of each sample.

Figure
Figure6.6.Histograms
Histogramsof
ofsize
sizedistribution
distributionfrom
fromCu
Cunanoparticles
nanoparticlesobtained
obtainedby
bylaser
laserablation
ablationwith
with(a)
(a)
Green-Nanosecond
laser
in
air,
(b)
Green-Nanosecond
laser
in
argon,
(c)
IR-Picosecond
laser
Green-Nanosecond laser in air, (b) Green-Nanosecond laser in argon, (c) IR-Picosecond laserin
inair,
air,
(d)
(d)IR-Picosecond
IR-Picosecondlaser
laserininargon.
argon.

Close inspection of Figure 6 reveals that the sizes of the obtained nanoparticles are deeply
determined by the nucleation time and the growth time of nuclei. In this growth kinetics, parameters
such as fluence, wavelength and the repetition rate of the laser source, but also the environmental
conditions, are critical factors [21,23].
As can be seen, copper nanoparticles obtained by the IR–Picosecond laser in argon present the
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Close inspection of Figure 6 reveals that the sizes of the obtained nanoparticles are deeply
determined by the nucleation time and the growth time of nuclei. In this growth kinetics, parameters
such as fluence, wavelength and the repetition rate of the laser source, but also the environmental
conditions, are critical factors [21,23].
As can be seen, copper nanoparticles obtained by the IR–Picosecond laser in argon present the
lowest average size and the highest dispersion. On one hand, the fraction of particles of small size
(between 0 and 5 nm) is greater when the laser ablation takes place in argon. These results bring to
light the great influence of the atmosphere on the ablation process. In argon, the absorption of the
laser beam by the plasma is higher than in air, and consequently, less of the sample is vaporized [21].
On the other hand, the broad size dispersion is due to the presence of large particles from the material
ejection during the laser ablation process. These micrometric particles occur more frequently with
the IR-Picosecond laser, because, although the power is similar, the pulse energy is concentrated in
shorter pulses.
3.3.2. Composition and Crystallography
HRTEM, FFT and SAED
A high resolution transmission electron microscope was used to reveal the crystalline structure
of
the
obtained
nanoparticles.
All of the particles obtained, even the smallest ones, are crystalline.
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This aspect can be observed in Figure 7, showing HRTEM of polycrystalline nanoparticles with
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inset.

In order to elucidate the crystalline phases of each sample, SAED was performed on several
groups of particles, as shown in Figure 8. Identification of phases was achieved by comparing the
measured distances from SAED with the diffraction patterns from the ICDD (JCPDS) database.

Nanomaterials 2020, 10, 300

10 of 16

In order to elucidate the crystalline phases of each sample, SAED was performed on several
groups of particles, as shown in Figure 8. Identification of phases was achieved by comparing the
measured distances from SAED with the diffraction patterns from the ICDD (JCPDS) database.10 of 16
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The measured interplanar distances from Figure
Figure 88 are
are listed
listed in
in Table
Table3.3.
Table
corresponding diffraction patterns from
Table 3.
3. Lattice spacing measured in nm from SAED and the corresponding
the ICDD database of metallic Copper,
Copper, CuO
CuO and
and Cu
Cu22O.
a
0.247

ab
0.246

0.247

bc
0.246

c d
0.248

0.234

d

0.216

0.214
0.152
0.129
0.098

0.151
0.132

0.213

0.216
0.187
0.151
0.129

0.183

0.213

0.152

0.151

0.151
0.128
0.187
0.109
0.151
0.083

0.129

0.132

0.129

0.231 (2 0 0)
0.209 (1 1 1)

0.208

0.183

CuO(hkl)
(hkl)
CuO

Cu2O (hkl)
Cu2 O (hkl)
0.247 (1 1 1)

0.248

0.234
0.208
0.214

Cu (hkl)
Cu (hkl)

0.231 (200)
0.214 (2 0 0)

0.209 (111)

0.181 (2 0 0)

0.181 (200)

0.128 (2 2 0)
0.109 (3 1 1)
0.151 0.083 (3 3 1)

0.128

0.128 (220)

0.247 (111)

0.187 (-2 0 2)
0.150 (-1 1 3)

0.187 (−202)
0.150 (−113)

0.214 (200)
0.151 (2 2 0)
0.129 (3 1 1)

0.151 (220)
0.098 (3 3 1)
0.129 (311)

According to the data collected in Table
3, the0.109
main
reflections of each sample correspond with
0.109
(311)
diffraction patterns of metallic copper and different oxidation states of copper from the ICDD
0.098
0.083
0.083 (331)
0.098 (331)
(JCPDS) database. The main reflections hkl of Cu-NPs obtained by laser ablation using the GreenNanosecond laser in air (sample a) and argon (sample b), can be indexed on the cubic crystal lattice
of Cu2O (JCPDS-ICDD ref. 005-0667), while the Cu-NPs obtained by laser ablation using the IRPicosecond laser in air (sample c) corresponds with a combination of Cu2O and CuO (JCPDS-ICDD
ref. 041-0254), and a combination of Cu2O and Cu (JCPDS-ICDD ref. 004-0836) if the IR-Picosecond
laser is used in argon (sample d).
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According to the data collected in Table 3, the main reflections of each sample correspond with
diffraction patterns of metallic copper and different oxidation states of copper from the ICDD (JCPDS)
database. The main reflections hkl of Cu-NPs obtained by laser ablation using the Green-Nanosecond
laser in air (sample a) and argon (sample b), can be indexed on the cubic crystal lattice of Cu2 O
(JCPDS-ICDD ref. 005-0667), while the Cu-NPs obtained by laser ablation using the IR-Picosecond
laser in air (sample c) corresponds with a combination of Cu2 O and CuO (JCPDS-ICDD ref. 041-0254),
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3.3.2.2. XRD
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represent the position of the representative diffraction peaks.
Gray lines represent the position of the representative diffraction peaks.

As can be clearly seen, the diffraction pattern of the target corresponds to a cubic crystal system with
As can be clearly seen, the diffraction pattern of the target corresponds to a cubic crystal system
characteristic diffraction peaks (111), (200), (220) and (311) at 2θ values of 43.3◦ , 50.4◦ , 74.1◦ and 89.9◦ ,
with characteristic diffraction peaks (1 1 1), (2 0 0), (2 2 0) and (3 1 1) at 2 values of 43.3°, 50.4°, 74.1°
respectively, according to JCPDS-ICDD ref. 004-0836. The elemental nature of the obtained Cu NPs
and 89.9°, respectively, according to JCPDS-ICDD ref. 004-0836. The elemental nature of the obtained
was confirmed through XRD analysis. Samples obtained by laser ablation with the Green-Nanosecond
Cu NPs was confirmed through XRD analysis. Samples obtained by laser ablation with the Greenlaser (samples a and b) are mainly composed of Cu2 O. Although there is the presence of an intensity
Nanosecond laser (samples a and b) are mainly composed of Cu2O. Although there is the presence of
peak at 28.5◦ corresponding to Cu4 O3 (JCPDS-ICDD ref. 003-0879) in sample b, it suggests that copper
an intensity peak at 28.5° corresponding to Cu4O3 (JCPDS-ICDD ref. 003-0879) in sample b, it suggests
nanoparticles obtained in argon are less oxidized. On its behalf, Cu NPs obtained by laser ablation
that copper nanoparticles obtained in argon are less oxidized. On its behalf, Cu NPs obtained by laser
with the IR–Picosecond laser in air (sample c) corresponds with Cu2 O and a low presence of Cu and
ablation with the IR–Picosecond laser in air (sample c) corresponds with Cu2O and a low presence of
CuO, while in argon (sample d) NPs correspond mainly with metallic copper.
Cu and CuO, while in argon (sample d) NPs correspond mainly with metallic copper.
It is noteworthy to mention, that although the samples obtained in an inert atmosphere present a
It is noteworthy to mention, that although the samples obtained in an inert atmosphere present
lower oxidation degree, the insignificant difference between samples a and b compared to the samples
a lower oxidation degree, the insignificant difference between samples a and b compared to the
obtained when the IR–Picosecond laser, is probably due to the different mechanisms of NPs formation.
samples obtained when the IR–Picosecond laser, is probably due to the different mechanisms of NPs
When the Picosecond laser is used, ablated material is directly ejected from the surface target as a
formation. When the Picosecond laser is used, ablated material is directly ejected from the surface
target as a result of the direct sublimation. On the contrary, in the Nanosecond regime, the ablated
material is melted and vaporized, growing in the plasma as a consequence of the interaction with the
ambient gas, and subsequently by coalescence on the substrate. This thermal process favors the
oxidation of the final NPs.
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result of the direct sublimation. On the contrary, in the Nanosecond regime, the ablated material is
melted and vaporized, growing in the plasma as a consequence of the interaction with the ambient gas,
and subsequently by coalescence on the substrate. This thermal process favors the oxidation of the
final NPs.
Note that although the results from XRD are in good agreement with those from SAED, the first
one gives us more significant information. This is because, while in SAED the diffraction is performed
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3.3.3. UV-VIS Absorption
3.3.3. UV-VIS Absorption
In order to study the optical properties of the obtained nanoparticles, the absorbance of each
In order to study the optical properties of the obtained nanoparticles, the absorbance of each
sample was measured in the range of 280–800 nm by UV-VIS spectroscopy (Figure 10).
sample was measured in the range of 280–800 nm by UV-VIS spectroscopy (Figure 10).
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3.3.4.
Copper Ion Release
analysis.
In order to study the ion release kinetics from the deposited nanoparticles, the copper ions content
3.3.4.
Copper
Ion Release
in
water
was measured
during the first 21 days after ablation.

In order to study the ion release kinetics from the deposited nanoparticles, the copper ions
content in water was measured during the first 21 days after ablation.
As can be seen in Figure 11, nanoparticles deposited by laser ablation in open air (samples a and
c) show a higher rate of ion release than Cu-NPs deposited in argon (samples b and d), being almost
four times higher in the first 8 h. This suggests that although the mass of copper nanoparticles
deposited in each sample is the same (2 mg), the composition of the environment determines to a
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As can be seen in Figure 11, nanoparticles deposited by laser ablation in open air (samples a and c)
show a higher rate of ion release than Cu-NPs deposited in argon (samples b and d), being almost four
times higher in the first 8 h. This suggests that although the mass of copper nanoparticles deposited in
each sample is the same (2 mg), the composition of the environment determines to a large extend the
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Figure 11. Kinetics of copper ion release from the immobilized copper nanoparticles on Ti plates.
Figure 11. Kinetics of copper ion release from the immobilized copper nanoparticles on Ti plates.
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The notable dispersion in the results is consistent with the wide range of surface roughness on the
titanium discs. In this sense, several authors have addressed the high impact of titanium surface
topography on the bacterial adhesion [32,33].
Note that copper nanoparticles with the highest bactericidal effect (sample d) correspond to those
that underwent a lower oxidation degree and smaller mean size with a high size dispersion. On one
hand, previous work showed that a high oxidation state promotes the bactericidal activity but in
conditions of similar oxidation states, particle size seems to be a decisive parameter.
The smaller the size, the greater the antibacterial capacity. This is consistent with previous works,
and demonstrates that NPs with a large surface-to volume ratio provide more antibacterial activity [7].
On the other hand, although previous works state a direct relationship between the bactericidal
activity of copper nanoparticles and their ions’ release [6], our results provide compelling evidence
that ions’ release is not crucial compared to other parameters, such as particle size or oxidation state. In
general terms, our results are consistent with previous studies [7,34], where copper exhibits excellent
antibacterial properties when tested on S. aureus.
4. Conclusions
Crystalline copper and copper oxide nanoparticles have been obtained by means of a laser ablation
technique in gaseous media, using two different nanosecond Nd:YVO4 lasers working at 532 nm and
1064 nm of wavelength, and without any chemical reagent or contamination.
The laser ablation ratio is higher with the IR–Picosecond laser than with the Green–Nanosecond.
The presence of oxygen contributes to the process efficiency, obtaining more ablated material when
laser ablation is carried out in open air than in argon. Nanoparticles obtained in argon do present in
general terms a lower degree of oxidation than those obtained in air.
The antibacterial assay proved the strong antibacterial activity of the obtained copper nanoparticles
against S. aureus. The best inhibitory effects are provided by copper nanoparticles obtained by
laser ablation in argon with 1064 nm of wavelength. These results confirm the influence of size,
crystallographic structure and oxidation state in the bactericidal effects of copper nanoparticles.
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