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Abstract: Design and evolution of explosives monitoring and detection platforms to address
the challenges of trace level chemical identification have led investigations into the use of
intricately designed microfluidic devices. Microfluidic devices are unique tools that possess distinct
characteristics that, when designed properly and configured with optical and fluidic components,
can produce detection platforms with unmatched performance levels. Herein, we report the
design, fabrication and integration of a bifurcated high aspect ratio microfluidic device containing
128 microchannels (40 mm × 40 µm × 250 µm; L × W × H) for explosives detection at trace
levels. Aspect ratios measuring >6:1 support improved receptor-target molecule interactions,
higher throughput and extremely low limits of detection (LOD). In addition to superior assay
sensitivity, the bifurcated microfluidic device provides greater durability and versatility for substrate
modification. Using the explosive 2,4,6-trinitrotoluene (TNT) as the model compound in a
fluorescence-based displacement immunoassay, we report LODs for TNT at 10 parts-per-trillion (pptr)
using a neutravidin-coated biotinylated anti-TNT microfluidic device. Solution to wall interactions
were also simulated in COMSOL Multiphysics to understand fluid flow characteristics. Reynolds
numbers were calculated to be 0.27–2.45 with a maximum pressure of 1.2 × 10−2 psi.
Keywords: explosives; 2,4,6-trinitrotoluene (TNT), microfluidic; microchannel; immunoassay;
fluorescence; antibody

1. Introduction
Microfluidic devices and advances in microchip designs have spawned an evolution in new
technologies targeted at improving sensor performance, clinical and environmental analysis and
in-vitro diagnostics platforms [1–5]. Ranging in complexity, such devices offer a number of advantages:
(1) low sample volume; (2) small form factor; (3) increased target-ligand interactions due to sub-micron
scale dimensions; (4) high surface-to-volume ratio; (5) portability and (6) scalability. As scientists
and engineers perfect fabrication techniques to manufacture these unique platforms (comprised of
submillimeter dimensions), it has become more evident that fluid flow hydrodynamics and laminar
flow properties can profoundly influence the molecular interactions at the micro- and nanoscale
level [6]. Exploitation of these unique properties paired with advances in chemical surface modification
methodologies has now enabled the next generation of sensor platforms that possess (1) a high degree
of sensitivity and specificity for chemical or biological molecules; (2) versatility in all mediums;
and (3) robustness for long-term usage.
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Microfluidic devices have proven their effectiveness in many disciplines of scientific research;
proteomic analysis [7], macro-algae bloom investigations [8], biochemical mechanisms in 3D
cell-based systems [9], paper-based microfluidic devices for biomarkers for disease and point of care
diagnostics [1] and explosives detection [10,11]. Although traditional benchtop explosives detection
systems and devices [12], and Singh’s method [13] continue to remain as the gold standard, microfluidic
devices can in the near future provide a miniaturized, versatile, field portable platform capable of
achieving the highest level of sensitivity.
The U.S. Department of Defense (DoD), environmental agencies and other global and national
security agencies have a vested interest and continue to investigate new technologies especially in
areas of explosives detection. Capillary-action driven microfluidic and paper-based devices combined
with lab-on-a chip technologies [14] have demonstrated their use as novel technologies towards
explosives analysis. Limits of detection for such devices have been reported at low nanogram
levels. The micropad (µPAD), develop by Ueland and colleagues provided an interesting approach in
using a wax printed paper-based microfluidic device for on-site screening of explosives in soil [15].
Based on fluorescence quenching paired with a 10 min extraction, step researchers were able to
identify trace levels of eight explosives at quantities between 1–5 ng. Borowsky and colleagues
assembled a planar microfluidic device (2.6 cm × 230 µm × 100 µm) with an integrated liquid-based
chromatography system. This device was successful in the separation and detection of nitroaromatic
and nitramine explosives [16]. Fabrication of the microfluidic device was accomplished through standard
photolithography, sol-gel chemical synthesis along with electroosmotic flow (EOF) as a means of chemical
elution and separation. Their results confirmed a correlation between peak resolution and voltage for both
the parent explosives and their degradation products. Sample identification and peak resolution using this
method proved very effective in delineating explosive compounds contained in complex mixtures.
Prior research within our group has focused on the development of technologies for the
detection of explosives that provide; (1) a superior level of detection sensitivity; (2) flexibility
to be miniaturized; (3) durability; (4) low cost to manufacture; and (5) high sample throughput.
Investigations were conducted with a PMMA-modified 39-multichanneled microfluidic device for
the detection of explosives [10,11,17,18] with targeted intentions for field applications. This report
investigates a new design, fabrication, theoretical analysis and sensor integration of a 128-microchannel
microfluidic device for explosives detection (specifically TNT) that offers the potential for enhanced
sensor performance. Higher aspect ratios measured >6:1 support improved receptor-target molecule
interactions, higher throughput and potentially lower limits of detection (LOD). COMSOL laminar
fluid flow simulations, antibody receptor immobilization chemistries, fluorescence dye profiles at
varied flow rates and limits of detection (LODs) for the explosive, TNT were investigated.
2. Materials and Methods
2.1. Microfluidic Device Fabrication
Prior research and design of immunosensors for explosives detection utilized a 39-microchanneled
microfluidic device (paralleled; 25.4 mm × 250 µm × 500 µm) (L × W × D) [10,18]. High precision
micromilling using a Haas Mini Mill (Oxnard, CA, USA) was used to fabricate a brass mold to
produce the desired architectures. Using a 3-axis milling process the brass feed stock was machined
to achieve a feature height of 500 µm using a combination of tapered and non-tapered flat end mill
bits. The microstructures were generated by removing 0.02 mm layers with each pass. In a final
step the features were profiled with a 0.12 mm diameter end mill-bit. Device profile measurements
revealed an aspect ratio approximately 2:1. In an effort to further advance molecular interactions
microfabrication of a 128-microchannel device with an aspect ratio >6:1 was performed. Microfluidic
devices comprised of 128 microchannels (paralleled; 40 mm × 40 µm × 250 µm, L × W × D) (Figure 1)
were fabricated via hot-embossing from a high precision micromilled brass mold tool. Precision
micromilling of a brass feedstock (McMaster-Carr, Elmhurst, IL, USA; 0.635 × 30.5 × 30.5 cm3 ) using
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2.5. Fluorescence Dye Profiles
Fluorescence calibration tests were performed with the fluorescent analog of TNT, cyanine
5-amine-TNB (Cy5-amine-TNB) to investigate fluorescence signal response and fluorescence peak
profiles. In this series of experiments, concentrations of Cy5-amine-TNB (3.0 nM to 625 nM) were
applied in triplicate to the microchannel microfluidic device and the fluorescence signal response
was recorded using a fluorescence spectrofluorometer (FP2020-Plus, Jasco, Inc., Easton, MD, USA).
Fluorescence signal responses were measured at flow rates of 1.0 mL/min and 2.0 mL/min with optical
parameters for the spectrofluorometer preset for the Cy5-amine-TNB dye conjugate at excitation and
emission wavelengths, 632 nm and 665 nm, respectively.
2.6. Synthesis and Purification of Cyanine 5-Amine-Trinitrobenzene (Cy5-Amine-TNB)
Cy5-amine-TNB (5.5 mg; 7.6 µmol) was dissolved in 500 µL of borate buffer saline (BBS), pH 9.6.
TNBSA (10 µL; 1.7 µmol) was added directly to the Cy5-amine (5-fold excess) solution and allowed to
react for 30 min at RT (covered in foil to shield from ambient light). Under basic conditions the cleavage
of the sulfonate group will occur, resulting in product formation. Purification of the Cy5-amine-TNB
product was achieved using an Infinity high-performance liquid chromatography (HPLC) system
(Agilent, Santa Clara, CA, USA) equipped with an Agilent reverse-phase C18 semi-analytical column
(Zorbax SB C18; 5 µm; 9.4 × 250 mm2 ). An acidic-methanol (10%): acidic-water (100%) gradient
was applied with UV-Vis monitoring at 650 nm and 340 nm, respectively. Cy5-amine-TNB eluted at
19.8 min compared to unreacted Cy5-amine at 16.2 min. Product was collected, dried and stored in
amber vials at −20 ◦ C until further use.
2.7. Monoclonal Anti-TNT Immobilization (EDC Crosslinking)
Antibodies specific for TNT (1.0 mg/mL) (SDIx, Inc., Newark, DE, USA) were covalently
immobilized onto the inner walls and bottom surface of the microchannel microfluidic device using
standard EDC crosslinking chemistry [19]. Once immobilized, all antibody binding sites were saturated
with Cy5-amine-TNB in excess (30 µM in PBS). Microfluidic devices were then wrapped in foil to
protect from ambient light and stored at 4 ◦ C until further use. Prior to immunoassay tests two
microchannel volumes of PBS were applied to the microfluidic device to remove excess amounts of
Cy5-amine-TNB. Constant monitoring of the fluorescence signal decrease was undertaken to establish
a stable baseline before TNT samples were applied. Once the baseline was established TNT samples
were applied incrementally.
2.8. Monoclonal Anti-TNT Immobilization (Neutravidin-Biotin Crosslinking)
Microfluidic devices containing biotinylated antibodies specific for TNT (1.0 mg/mL) coupled to a
neutravidin-coated surface were prepared using a protocol previously described [11]. Pre-coating of the
microchannels with a TEOS sol-gel solution was performed to create surface hydroxyls. These hydroxyl
groups formed a “glass-like” layer required for covalent attachment of a thiol-terminated silane. A 4%
solution of the thiol-terminated silane (3-mercaptopropyltrimethoxysilane) was infused into the device
and allowed to incubate for 1 h at RT. Once the microfluidic device was treated with the silane,
covalent attachment of the heterobifunctional crosslinker, GMBS was performed enabling a bridge for
antibody conjugation. Utilizing the NHS-ester moiety of the GMBS crosslinker provided a reactive site
for coupling the tetrameric protein, neutravidin. Neutravidin provides a strong non-covalent bond
when coupled to a biotin-labeled protein or antibody. Biotin-labeled anti-TNT (1.0 mg/mL in PBS)
was infused into the microfluidic device and incubated at 4 ◦ C overnight. Upon conclusion of the
antibody immobilization step, the fluorescent analog of TNT (Cy5-amine-TNB) was infused into the
microchannels to saturate all antibody binding sites. Microfluidic devices not required immediately
were saturated with a 1% solution of bovine serum albumin (BSA) prior to dye saturation and stored
at 4 ◦ C.
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2.9. Explosives (TNT) Detection Assay
TNT displacement immunoassays were performed using the chemically modified anti-TNT
microchannel microfluidic devices to determine its sensitivity and limits of detection (LOD) for
the explosive compound, 2,4,6-trinitrotoluene (TNT). The fluorescence displacement immunoassay
detection system consisted of the following components: (1) fluorescence spectrofluorometer-Model
FP-2020 Plus—was used to measure the displaced fluorescence analog (Cy5-amine–TNB) from the
binding pocket of the monoclonal antibody; (2) Rheodyne low pressure three-way-valve injector
loop (100 µL) for sample introduction; and (3) two reciprocating pumps (Applied Biosystems, Inc.,
Foster, CA, USA) for continuous flow at a controlled flow rate (1.0 mL/min). As TNT is introduced
into the continuous flow system, preferential binding occurs between the anti-TNT to TNT resulting
in the displacement or release of Cy5-amine-TNB from the proteins binding site [20]. A resultant
fluorescence signal (peak) over background is measured and correlated to the TNT concentration.
TNT concentrations (0.001 ng/mL to 1000 ng/mL) were applied and the resultant fluorescence
signal response were measured and quantified. Control samples of RDX (10 and 100 ng/mL)
were also applied to the anti-TNT microchannel microfluidic device to measure antibody specificity
and crossreactivity.
3. Results
A 128-microchanneled bifurcated microfluidic device with internal characteristics that possess
a high surface-to-volume and high aspect ratio was investigated using COMSOL laminar flow
simulations and immunodetection assays. Using a stationary solver and Navier-Stokes equation:
ρ (u·∇)u = ∇·[−pI + µ (∇u + (∇u)T )] + F

(1)

where ρ is the fluid density, u is the velocity in (m/s), ∇ is the del operator, p is pressure (Pa), I gives
the identity matrix, F is the internal force, and T is the deviatoric component of the total stress tensor
that enabled a fundamental understanding of the microfluidic dynamics and aided in calculations
to determine the Reynolds number and pressure loss across the microfluidic device. Equation (2)
was used to calculate the Reynolds number [21] while also describing the ratio of inertial forces to
viscous forces:
Re = ρvDH /µ
(2)
where D is the diameter, v is the velocity, ρ is the density, and µ is the dynamic viscosity.
The Hagen-Poiseuille equation, describes the pressure drop in a fluid flowing through a long
cylindrical pipe:
∆P = 8µLQ/πr4
(3)
where ∆P is the pressure loss, Q is the volumetric flow rate, µ is the dynamic viscosity, L is the
length of the pipe, and r is the radius [22]. In this study, assumptions of an incompressible laminar
flow, isothermal conditions, negligible effect of gravity, and steady state condition were evident.
Results from the COMSOL fluid flow simulations provided Reynolds numbers from 0.27–2.45 and a
maximum pressure of 1.2 × 10−2 psi. Prior research using the 39-microchannel design demonstrated
the significant influence on sensitivity of microfluidics from channel design wherein the aspect ratio
was a dominant factor. Generally, aspect ratio scales directly with surface area to volume ratio (SA/V),
as such solute interactions with wall bound capture elements increase, as well. Prior results obtained
with the 39-microchanneled microfluidic device and results with the new 128-microchanneled design
were consistent with initial assumptions by which a single-phase fluid flow through a relatively
smooth microchannel surface is primarily under laminar flow with little to no resistance. This suggest
the higher SA/V ratio measured in the 128-microchanneled device would be more efficient in the
displacement-based immunoassay resulting in potentially lower limits of detection.
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Fluorescence dye profiles of Cy5-Amine-TNB at flow rates of 1.0 mL/min and 2.0 mL/min were
recorded and plotted (Figure 3A,B). Results showed similar peak profiles in shape and amplitude
Sensors 2018, 18, x
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Figure 4. Linear plot of fluorescence peak area from triplicate injections of TNT (0.1 ng/mL–1000
ng/mL) using EDC immobilized anti-TNT coated microfluidic device.
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TNT concentration range (0.01–25 ng/mL). Results displayed a linear dynamic range that exists over
four-orders of magnitude with a percent standard deviation (%RSD) <5%.
Using the neutravidin-biotinylated anti-TNT microfluidic device provided quantifiable
detection limits at TNT concentrations as low as 0.01 ng/mL (10 pptr) (Figure 6; inset). Qualitative
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responses for TNT at concentrations of 0.001 ng/mL (1.0 pptr) were observed
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Crossreactivity measurements to demonstrate antibody specificity for TNT were also investigated
using 1,3,5-trinitro-1,3,5-triazacyclohexane (RDX) as a control molecule (Figure 8).
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Figure 8. Antibody crossreactivity experiments. Injections of TNT (0.1, 1, 10 and 100 ng/mL) and RDX
Figure 8. Antibody crossreactivity experiments. Injections of TNT (0.1, 1, 10 and 100 ng/mL) and RDX
(100 ng/mL) to determine specificity of anti-TNT.
(100 ng/mL) to determine specificity of anti-TNT.

RDX provided minimal to no fluorescence signal response when injected into the anti-TNT
immobilized microfluidic device. The ratio of fluorescence signal response for TNT: RDX was
approximately 34:1 (TNT 100 ng/mL) demonstrating the antibodies superior recognition capabilities
for TNT.
4. Discussion and Conclusions
Demonstrated within this report is a 128-microchannel microfluidic device that combines
intricate architectural designs and biomolecular specificity of an antibody specific for TNT for trace
level TNT detection. Evolution of the displacement immunoassay format for TNT from porous
membranes [23], fused-silica microcapillaries [24,25] to microchanneled microfluidic devices [20]
signifies the importance and advantages of maintaining high surface area to volume ratios leading
to increased antibody-antigen interactions. Characterization of the 128-microchanneled microfluidic
device using COMSOL fluid flow simulations provided greater insight into the fluid dynamics and
flow processes. Based on the calculated Reynolds numbers (Re) that ranged from 0.27–2.45 with a
maximum pressure of 1.2 × 10−2 psi suggested minimal pressure resistance was observed resulting in
a steady fluid flow through the microchannels. Although slightly higher Re values (e.g., 2.45) were
measured in some microfluidic devices, these values provided no indication of surface roughness,
increased pressures, turbulent flow or vortex formation.
Investigations also revealed the benefits of using a neutravidin-biotinylated anti-TNT conjugated
microchannel surface for improved sensor response. TNT immunoassays provided quantitative
trace level detection for TNT at concentrations of 0.01 to 10 parts-per-trillion (pptr). Fluorescence
responses for TNT concentrations at 0.001 ng/mL (1.0 pptr) were recorded and measured but the
signal-to-noise (S/N) was not deemed sufficient. In prior reports, the use of a single-chain variable
fragment (scFv) biomolecule specific for TNT [11] on a neutravidin-coated surface displayed the
benefits of the ligand complex and the residing surface. It is well known that neutravidin, which is
a tetrameric protein complex, provides a number of advantages: (1) four binding sites for anti-TNT
biomolecules; (2) stable, high dissociation constant (10−15 M) to biotin; and (3) a surface layer
that prevents non-specific adsorption of proteins. Combining the chemical modifications to the
surface, the flexibility of the biotin tether and the unique dimensions of the microchannels created a
favorable environment to promote enhanced interactions between the anti-TNT and the TNT molecule.
TNT immunoassay results comparing the 39- and 128-microchannel microfluidic devices clearly
demonstrated the significance in the new 128-microchannel design and dimensions and its effect
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on immunoassay performance. Fluorescence signal responses were significantly higher with the
128-microchannel device indicating an enhanced effect on the molecular interaction between the
anti-TNT and TNT analyte. Prior optimization of system parameters (e.g., antibody affinity, antibody
density and fluid flow rate) enables the TNT molecule to diffuse towards the antibody binding site
promoting successful displacement of the fluorescence TNT analog. Previous dissociation experiments
conducted with a similar immunoassay displacement format have shown the significance and the
influence of the antibodies affinity to TNT and the importance of the fluorescence analog’s dissociation
rate in conjunction with the competitive binding for the TNT molecule [26] in order to achieve superior
immunoassay sensitivity.
Antibody crossreactivity experiments revealed the importance of antibody specificity in the
design of this TNT immunoassay detection system. Using an RDX control, TNT immunoassay results
showed the clear difference in antibody recognition to TNT. This can be attributed to how the antigen
is recognized in the antigen binding site and also immunogen development. TNT has a planar
conformation where the nitro-groups are exposed out of plane on the aromatic ring. In contrast,
the RDX molecule possesses a chair conformation with its nitro-groups in an axial position [18].
This distinction directly effects how the antibody recognition sites interact in the presence of TNT.
In addition, antibody development is influenced by the immunogen which was a TNT derivative with
a keyhole limpet hemocyanin (KLH) [26].
In our efforts to design miniature, portable and robust detection platforms these new experimental
findings suggest the progression from the 39-microchannel device to the new 128-microchannel
microfluidic device has the potential for even higher signal responses and lower limits of detection
for use in environmental remediation efforts, hazardous chemical run-off detection and port and
harbor security.
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