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Abstract: China is the largest producer of cement in the world. With this tremendous production
of cement, the extensively used cement packaging embodies significant carbon dioxide emissions.
However, this has scarcely been investigated. This paper presents the first investigation into three
types of cement packaging in China using the life cycle assessment methodology. The carbon
dioxide emissions in each production phase of cement packaging were calculated and compared to the
emissions in the western, middle, and eastern regions in China. The results show that in the production
phase, the consumption of electricity accounted for the highest proportion of total carbon dioxide
emissions (23.39–35.14%), followed by the consumption of polypropylene-based material (23.39%).
From a packaging perspective, laminated plastic woven bags emitted the most carbon dioxide
(0.637 kg/bag), followed by paper–plastic composite bags (0.536 kg/bag) and paper bags (0.022 kg/bag).
In regional terms, the western region emitted the most carbon dioxide (3.06 million tons) compared
with the eastern (2.01 million tons) and middle (1.81 million tons) regions due to the low bulk rate.
Our findings indicate that using paper–plastic composite bags instead of laminated plastic woven bags
and using recycled materials instead of new materials in certain production phases can considerably
reduce the environmental impacts of cement packaging. The government should encourage the use
of non-coal energy power generation for the production phase. Further improvements could focus on
the use of bulk cement instead of packaged cement.
Keywords: cement packaging; carbon dioxide emission; life cycle assessment; carbon emissions
reduction

1. Introduction
Global climate change due to human activities has received considerable attention all over the
world [1–3]. The Intergovernmental Panel on Climate Change (IPCC), in its fifth assessment report,
stated that the impact of humans on the climate system is obvious and constantly increasing, and
various effects have been observed on all continents. The IPCC also argued to limit the increase in the
global temperature below 2 ◦ C with significant and sustained reductions in greenhouse gas (GHG)
emissions [4]. The carbon footprint, as a quantitative expression of GHG emissions from activities, aids
in emission management. It is conceptually viewed as a global warming potential (GWP) indicator and
is a tool to guide relevant emission cuts and verifications [5]. By quantifying the emissions of a specific
product or process, the main sources of the emission can be identified, providing an opportunity
for environmental efficiency improvements and cost reductions. Since the late 1980s, China has
become the largest developing country in the world and has undergone significant changes in terms of
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industrialization and urbanization [6]. Fast development is often accompanied by environmental and
social problems. Due to the processes of industrialization and urbanization, China has become a huge
consumer of energy and the biggest emitter of GHGs, such as CO2 [7].
Cement manufacturing is an energy-intensive industry, consuming approximately 12–15% of the
total energy consumption of a country [8]. Additionally, it is one of the largest anthropogenic CO2
emitters, accounting for 5–7% of total anthropogenic CO2 emissions [9]. From 1985 onward, China’s
cement production has ranked first in the world [10], accounting for 57.28% of world production in
2018 [11]. However, this large industry in China is facing challenges due to low profit, excessive
production capacity [12], and heavy pollution on the environment [13]. The large-scale CO2 emissions
associated with the increase in cement production has raised concerns regarding its environmental
impact. Prior research has concentrated on sustainable development strategies for the cement industry
on the improvement of the clinker production process, energy reduction and carbo dioxide emission
reduction. For the clinker production perspective, the introduction of modified low-energy clinkers
as well as the modern clinker cooler can reduce the energy requirement and increase the energy
efficiency [14,15]. Furthermore, the clinker process can be more sustainable by laying the foundation
for recycling or reducing the waste heat loss [16]. For the energy reduction perspective, efficient kiln
drivers, heat recovery for power generation, the use of high-pressure grinding rolls and vertical roller
mills can bring effective energy reduction during cement production [15,17]. For the carbon emission
reduction perspective, the increased use of bio-fuels as a substitute for traditional fuels, CO2 capture
and storage technology and the use of blended cement (clinker is substituted with other materials)
instead of traditional cement can reduce CO2 emissions [10,17,18]. Controlling capacity use is also
a good method for CO2 reduction [9]. Currently, the carbon emissions in the cement industry stem
mainly from the burning of the clinker (calcination of calcareous raw material and combustion of
fossil fuels), which is responsible for 90–95% of all CO2 emissions during cement production [19].
Thus, carbon emission reduction in the cement industry mainly relies on the improvement of clinkers
or clinker substitution technologies [20,21]. However, efforts by traditional industries, especially in
developing countries, are approaching the limits of what they can do. The new clinker technology is
not practical, especially for present-day China. The technology to develop new calcination methods to
abandon traditional clinkers is not yet mature, and the cement industry may lose its advantages of low
cost and the ease of production when this new technology is introduced.
Many methods for carbon emission reduction in the cement industry have been applied, but little
is known about packaging in the industry. Packaging is an indispensable part of both the intermediate
and final products in industrial production. However, prior studies mainly focused on the carbon
emissions of single raw packaging materials, such as polypropylene (PP) and polyethylene (PE).
The lack of research into the relevance and combination of these materials (packaging) poses challenges
for carbon emission reduction in packaging. The peak cement production is predicted to occur in
2015–2020 [22]. After 2020, the consumption is expected to be stable at approximately 0.8 billion tons
every year [23]. With the large amount of cement use, the volume of carbon emissions embodied in the
use of packaging is tremendous, and solving this issue has been problematic.
Previous studies have attached importance to the carbon emissions of packaging. Some researchers
have proven that the environmental impact of packaging is substantial and serious. For example,
Robertson et al. assessed the carbon emissions of kiwifruit packaging from New Zealand to Japan
and Germany using life cycle assessment (LCA) methodology, and estimated the carbon footprint of
kiwifruit packaging and transport to range from 0.33 to 0.67 kg CO2 per kilogram depending on the
pack type and market [24]. Liu et al. investigated the carbon emissions of beer packaging during the
whole life cycle, including the production from the raw material, packaging process, transportation,
consumption, and recycling using a mixed LCA methodology. The result showed that the total carbon
emissions of each glass brewage packaging vessel is 489.867 g across the whole life cycle, and the
production process accounts for 74.3% of the total carbon emissions [25]. Wang introduced LCA
modeling to assess the carbon emission of AI-PE-Pa complex packaging and the result showed that
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more than 80% of GHG emissions of the AI-PE-Pa complex packaging were from the production of
paper, aluminum foil, and plastic [26]. Choi et al. measured the carbon footprint of packaging films
made from LDPE, PLA, and PLA/PBAT blends with three waste scenarios using LCA methodology [27].
In 2016, China’s cement production reached 2.397 billion tons, decreasing to 2.316 billion tons in
2017 [28]. Apart from the 1.448 billion tons of bulk cement that did not require packaging, 17.369 billion
bags were needed in 2017, assuming that the other 0.868 billion tons of the cement were packed at
50 kg/bag. The cement industry is producing high amounts pollution and is unable to renovate the
current clinker technology. Thus, this paper proposes a new carbon emission reduction measurement
for cement manufacturers to realize low carbon development and reduce carbon emissions in cement
packaging. The purpose of this study was to quantify the carbon emissions of cement packaging
using the life cycle assessment approach. Using inventory analysis, the carbon emitted into the
environment from the material consumption, energy consumption, and waste disposal in cement
packaging were determined. By defining three kinds of popularly-used packaging, the carbon
emissions of different types of packaging and suggestions provided for cement manufacturers were
determined. By comparing the carbon emissions of different regions in China with different bulk
rates, the relationship between the bulk rate and carbon emissions of cement packaging was clarified.
Based on the results, some countermeasures are proposed for emissions reduction in China’s cement
packaging industry.
2. Materials and Methods
The main methods for measuring embodied carbon emission are the input–output analysis (IOA)
and life cycle assessment (LCA) [29]. This study uses LCA methodology to estimate the carbon
emission of cement packaging produced and used in China. The LCA approach is bottom up and
it is more convenient to use LCA methodology for the circumstances of calculating the embodied
carbon emission of a certain product or small entities as it separates the emission sources into different
categories. LCA methodology evaluates the environmental impacts of a product from the cradle to the
grave. It considers the entire life of a product including the raw material, energy, material production,
manufacturing, the use and end-of-life treatment, and final disposal, providing an effective approach
to investigate the potential environmental burden. LCA covers all the energy and resources required
in all phases of the life cycle to estimate the emissions to the environment resulting from pollutants
and provides opportunities for environmental management [30,31]. Initial attempts have used LCA to
determine the carbon footprint of the passenger car series [32], Si and CdTe photovoltaic modules [33],
lighting systems and road pavements [34], as well as a highly diverse vegetable multi-cropping
system [35].
2.1. Goal and Scope
The main goal of this study was to quantify the carbon footprint of three kinds of the most
commonly used cement packaging produced and consumed in China. The carbon emissions of
different packaging and different production phases using LCA were compared. The scope of this
study was the emissions over the entire life cycle of cement packaging.
2.1.1. Functional Unit
The functional unit used in this study is defined as a packaging of 50 kg standard cement. Cement in
this research was packaged in accordance with the national standard GB9774-2010, sacks for packing
cement [36]. According to the material used, packaging can be divided into paper bags, laminated
plastic woven bags, and paper–plastic composite bags, and can also be divided into sticking-mouth
bottom bags and bottom-seamed bags according to the production process. The most commonly used
cement packaging types in China are paper bags, laminated plastic woven bags, and paper–plastic
composite bags [37]. This study is based on these three types of packaging. The basic production
processes of each packaging type are as follows:
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The measurement of the product’s carbon footprint was based on a life cycle approach to assess
potential GHG emissions and was conducted according to IPCC2007. The corresponding life cycle
accounting guidelines, ISO 14040 [30] and ISO 14044 [31], were used to assess the impact of global
climate change for a time horizon of 100 years.
2.1.3. Assumptions and Data
The data were obtained from relevant national standards, local standards, technical parameters
of industrial equipment, and statistical values from the professional database of Gabi education
software (version 6.0) and the ecoinvent3_1_cutoff database [38] which are commonly used in life
cycle assessment. Some industrial data were replaced by the current world average or the value for
the same technical level in China due to the inability to obtain actual measured values or missing
statistical values.
Since some data did not include accurate measurements, some assumptions were necessary:
(1)
(2)
(3)

(4)
(5)

(6)

(7)

All electricity used is from the grid. The carbon emissions data were taken as the national average
of electricity emissions;
Transportation data are the average for diesel vehicles using Euro 3 emission standards;
All materials are not recycled. The recycled materials used are from the recycling market, and the
cement packaging is not part of the recycling procedure, i.e., there is no recycling loop for the
material itself;
During the iteration of calculation, if mutual use exists between the two products, the limit value
is calculated using a fixed consumption ratio;
The relevant general and special mechanical equipment has a service life of 25 years. The life
cycle of the production equipment is calculated on the average of the non-specific equipment
instead of calculations by specific mechanical equipment;
The amount of packed cement is calculated by excluding the bulk cement in total cement
production. The total amount of bulk cement is obtained according to the proportion of bulk
cement in each region, then the total amount of required packaging with 50 kg cement/bag can be
obtained; and
The final treatment of cement packaging is incineration. The transportation of waste is neglected.
All materials and the energy consumption of the disposal process are not included in the model.

2.2. Inventory Analysis
This study divided cement packaging into paper bags, laminated plastic woven bags, and
paper–plastic composite bags based on the material or production process. OpenLCA v1.4 beta
software [39] was used as the analysis tool. According to the production process in Figure 2, the model
structure of the paper–plastic composite bag is shown in Figure 3.
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and the corresponding
unit
quality are shown in Table 1.
Table 1. Characteristics
of packaging in
thisarea
study.
Packaging Type

Paper–plastic composite bag

Packaging Type
Laminated plastic woven bags

Paper–plastic composite bag
Paper bag

Material

Area (m2)

Mass per Unit Area (Weight) (g/m2)

TablePP(polypropylene)
1. Characteristics of0.82
packaging in this study.
72.0
Kraft paper
Material
Coating
PP
PP(polypropylene)
Coating
Kraft paper
Kraft
paper
Coating

0.78
2
0.78 Area (m )
0.82
0.82
0.78
0.78
0.72
0.78

13.5

2
Mass
4.5 per Unit Area (Weight) (g/m )

90.0
8.3
90.0

72.0
13.5
4.5

PP
0.82
90.0
Laminated
plastic woven
bags
The technical
standard
for a Kraft paper
bag is GB/T 7968-1996
[42]. Kraft paper is obtained
from
Coating
0.78
8.3

the market and used in paper bags and laminated plastic woven bags at 64.62 g and 59.06 g per bag,
Paper bag
Kraft paper
0.72
90.0
respectively (Table 2).

The technical standard for a Kraft paper bag is GB/T 7968-1996 [42]. Kraft paper is obtained from
the market and used in paper bags and laminated plastic woven bags at 64.62 g and 59.06 g per bag,
respectively (Table 2).
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Table 2. Inventory analysis of input and output of cement packaging.

Input

Output

Packaging

Material/Energy/Others

Unit

Number

Source

Paper bag

Kraft paper
Electricity
Machine *

g/bag
KWh/bag
kg/bag

64.62
0.120
1.33 × 10−6

GB/T 7968-1996
Professional database of Gabi
Ecoinvent

Laminated
plastic woven
bags

PP woven fabric base material
PP coating material
Electricity
Machine

g/bag
g/bag
KWh/bag
Kg/bag

73.83
6.48
0.137
1.33 × 10−6

GB9774-2010
GB9774-2010
Professional database of Gabi
Ecoinvent

Paper–plastic
composite bag

Kraft paper
PP woven fabric base material
PE(polyethylene) coating material
Electricity
Machine

g/bag
g/bag
g/bag
KWh/bag
kg/bag

59.06
59.06
3.51
0.124
1.33 × 10−6

GB/T 7968-1996
GB9774-2010
GB9774-2010
Professional database of Gabi
Ecoinvent

Transportation of raw materials (light truck)

km/bag

400

Similar to chemical industry

Electricity in filling phase

KWh/bag

0.018

Industrial standard

Paper bag

Standard paper bag

piece

1

–

Laminated
plastic woven
bags

Laminated plastic woven bag

piece

1

–

Paper–plastic
composite bag

Paper–plastic composite bag

piece

1

–

CO2 emitted
Others

kg

–
–

–
–

* Loss of machine quality.

As shown in Table 2, both PP and PE granules are consumed in the production of the laminated
plastic woven bags and paper–plastic composite bags. The woven fabric base material and coating
material of the laminated plastic woven bags are all derived from the PP granules, the woven fabric
base of the paper–plastic composite bag is derived from PP granules, and the coating material is
derived from PE granules. According to the design requirements of bottom-seamed bags, the PP base
material consumption is 73.83 g for the laminated plastic woven bags and 59.06 g for the paper–plastic
composite bag, and the consumption of the melting material and coating material is 6.48 g and 3.51 g,
respectively, without consideration of loss from the intermediate procedures.
Losses occur in the general and special machines used for the production of PP flat yarn, PP
woven fabric spinning, etc. Assuming that the depreciation period of the machine is 25 years, the
machine quality loss in each phase is 1.33 × 10−6 kg based on the average of the quality consumption
and Ecoinvent database. The corresponding carbon emission data were obtained from Ecoinvent.
2.2.2. Manufacturing
Production Input and Output
The input materials vary for different cement packaging types during the manufacturing phase.
According to the previous assumptions and data, the input material of the paper bag is unbleached
Kraft paper, electricity, and the packaging production machine, and the output is a standard paper
sticking-mouth bottom bag. The input material of the laminated plastic woven bag is PP woven fabric
base material, PP coating material, electricity, and the packaging production machine, and the output
is a standard bottom-seamed laminated plastic woven bag. The input of the paper–plastic composite
bag is unbleached Kraft paper, PP woven fabric base material, PE coating material, electricity, and the
packaging production machine, and the output is a standard paper–plastic composite bag (Table 2).
Consumption of Electricity
Electricity in all regions of China is not directly supplied by electricity producers to consumers.
Cement manufacturers can only accept the supply of electricity passively. Therefore, the carbon
emissions of the energy consumed can only be taken from the average carbon emissions of
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domestic electricity. The figures of the electrical carbon emissions for this article were derived
from the professional database of Gabi. According to the local standard of Zhejiang province
(DB33/803—2013) [40], the quota of electricity consumption per comparable unit production for plastic
woven sack is required to be not more than 1700 KWh/t. This study used the highest limit of the
standard and calculated the power consumption of a single standard cement bag based on the material
quality of a single bag. The electricity consumption of a paper bag is 0.120 KWh, 0.137 KWh for
laminated plastic woven bag, and 0.124 KWh for a paper–plastic composite bag (Table 2).
Transportation of Raw Material
Given the similarity of the competition in the chemical, paper making, and the cement industries,
the transportation distance of the packaging materials is 400 km on average. The packaging materials
(Kraft paper, PE, etc.) are low-density materials, and the transportation is conducted by light trucks
(Table 2).
2.2.3. Filling and Distribution
Electricity Consumption in Filling Phase
Differences exist between the size, operational principles and efficiency of the cement packer
in different manufacturers. Three rotary packers were selected to represent the current national
filling level and the average filling power consumption was calculated according to its parameters.
The parameters are shown in Table 3.
Table 3. Power parameters of the different kinds of cement packer.
Parameter

Unit

BHYW * 8

BHYW10

BHYW12

Amount of discharge spout
Packing capacity
Unit weight
Capacity of filling motor
Gross capacity of installed

Piece
Bags/h
kg
kw
kw

8
1800–2400
50
4 kw × 8
33.5

10
2400–2600
50
4 kw × 10
42.2

12
2600–3000
50
4 kw × 12
50.2

* BHYW is a series of rotary packer for cement filling. The number behind BHYW is the amount of discharge spouts
in this packer.

The arithmetic mean of the three rotary packers were calculated according to the above parameters
to obtain a power consumption of 0.018 KWh in the filling process of one pack of cement (Table 2).
Transportation of Production
The cement market in China is highly regional. In the eastern coastal areas, for example, the
East China Plain, the sales radius of cement products can be more than 500 km. However, for the
mountainous areas of the central and western regions, the sales radius of cement products is generally
approximately 250–300 km (railway transportation can extend to 500 km), and the suitable radius
should be in the regional market, which is within 200 km [43]. The transportation to the cement filling
site is ignored after the cement packaging bag is completed. The Euro 3 emission standard was adopted
for the transportation process and 16–32 ton diesel vehicles. The corresponding emission levels of the
vehicle were obtained from the Ecoinvent database. The traffic volume used here is the product of the
weight of the packaging and the transportation distance which excluded the weight of the cement.
2.2.4. Waste Management
After the consumption of the cement, the packaging is disposed via natural degradation (landfill)
or incineration. Kraft paper degrades naturally, whereas PP and PE cannot. Given the lack of data
regarding CO2 emissions during the disposal of PP and PE, the theoretical unit mass emission factor
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for disposal of PP and PE is 3.1429 g based on the carbon content. The energy consumption related to
CO2 emissions for Kraft paper was calculated using the calculation methodology and carbon emission
coefficients adopted by the IPCC report. The emission factor of unit mass is 1.4954 g. The emissions of
each single packaging are shown in Table 4.
Table 4. CO2 emission of different packaging when disposed completely (g).
Packaging

PP

Kraft Paper

Coating Material

Total

Paper–plastic composite bag
Laminated plastic woven bag
Paper bag

185.63
232.03
−

15.75
−
96.63

11.03
20.37
−

212.40
252.40
96.63

3. Results
The analysis results of paper bags, laminated plastic woven bags and paper–plastic composite
bags are shown in Supplementary Materials.
3.1. Life Cycle Impact Assessment (LCIA) on Cement Packaging Carbon Footprint
The life cycle impact assessment (LCIA) was carried out to study the carbon footprint based on
the IPCC2007 method using OpenLCA v1.4 beta software. The IPCC2007 method is used to assess the
impact on globe warming of varies GHG created by IPCC. The results include GWP 20a, GWP 100a
and GWP 500a, indicating the impact in the short, middle and long term, respectively. The final results
in this study are expressed as GWP for a time horizon of 100 years, i.e., GWP 100 in the form of kg CO2
equivalent to assess the impact in a middle term.
In real conditions, cement packaging is generally discarded after being consumed. Kraft paper is
naturally degradable, but the plastic cannot degrade during the evaluation period. Therefore, in the
calculation of the greenhouse effect, the combusted plastic was considered.
3.1.1. LCIA on Packaging Level
The GWP results of the three kinds of investigated packaging are shown in Figure 4. The laminated
plastic woven bag is the biggest emitter compared with paper bags and paper–plastic composite
bags. The laminated plastic woven bag had a GWP value approximately 30 times higher than the
paper bag. The paper bag is the most environment-friendly packaging. For laminated plastic woven
bag and paper–plastic composite bag, the GWP of the electricity consumption, coal mine operation
and transportation are almost the same. However, the waste management of the laminated plastic
woven bag and production of PP granules are much higher than the paper–plastic composite bag.
The main component of laminated plastic woven bags is PP. Laminated plastic woven bags are directly
discarded after being used. Under thorough manual treatment, the CO2 emission of a fully-disposed
laminated plastic woven bag is 0.241 kg CO2 eq, with 0.2215 kg from the base material and 0.0194 kg
from the coating material. The CO2 emissions generated by the complete decomposition far exceed the
emissions during each production phase.
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Table
paper bag
bag (kg
(kg CO
CO22 eq).
Process Process

Input
Input

Kraft paper
Kraft paper
Electricity
Production Electricity
Light truck
Production
Light truck
Machinery
Machinery
Total
Filling
Electricity
Total
Transportation
Filling
Electricity
Total
Transportation
Landfill
Packaging
Overall Total Total

CO
Proportion
CO
2 Output
2 Output Proportion
5.36 × 10−3 −3 24.36%
24.36%
5.36 × 10
7.73 × 10−3 −3 35.14%
35.14%
7.73 × 10
3.29 × 10−3 −3 14.95%
14.95%
3.29
×
10
0.01%
3.06 × 10−6
−6
0.01%
3.06
×
10
0.016
−3
1.260.016
× 10
5.73%
1.66 × 10−3 −3
7.55%
5.73%
1.26 × 10
0.003 −3
7.55%
1.66 × 10
0.003
13.64%
0.003
0.022
100.00%

Landfill
Packaging
0.003
13.64%
Table 6. Total carbon emission of a laminated plastic woven bag (kg CO2 eq).
Overall Total
0.022
100.00%
Process

Input
CO2 Output Proportion
PP base
23.39%
Table 6. Total carbon emission of a laminated0.149
plastic woven
bag (kg CO2 eq).
PP coating
0.013
2.04%
Electricity
0.149
23.39% Proportion
Process Production
Input
CO
2 Output
Light truck
0.063
9.89%
PP Machinery
base
23.39%
3.060.149
× 10−6
—
PP coating
0.013
2.04%
0.374
Total
Electricity
0.149
23.39%
Production
Electricity
0.020
3.14%
truck
0.063
9.89%
Filling Light
Transportation
0.002
0.31%
Machinery
—
3.06
× 10−6
0.022
Total
Incineration
Packaging
0.241
37.83%
Total
0.374
0.637
Overall Total
100.00%

Electricity
0.020
3.14%
Filling
Transportation
0.002
0.31%
Table 7. Total carbon emission
composite bag (kg CO2 eq).
Total of a paper–plastic
0.022
IncinerationProcess
Overall Total
Production

Input
Packaging
Kraft paper
PP base
PE coating
Electricity
Light truck

CO2 Output
0.241
0.014
0.637
0.120
0.007
0.135
0.058

Proportion 37.83%
2.61%
100.00%
22.39%
1.31%
25.19%
10.82%
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Table 7. Total carbon emission of a paper–plastic composite bag (kg CO2 eq).
Process

Input

CO2 Output

Proportion

Production

Kraft paper
PP base
PE coating
Electricity
Light truck
Machinery

0.014
0.120
0.007
0.135
0.058
3.06 × 10−6

2.61%
22.39%
1.31%
25.19%
10.82%
—

Total

0.334

Filling

Electricity
Transportation
Total

0.02
0.002
0.022

3.73%
0.37%

Incineration

PP
PE
Kraft paper

0.177
—
0.0028

33.02%

0.536

100.00%

Overall Total

0.52%

The GWP 100 of a paper bag is 0.022 kg CO2 eq/bag. The carbon footprint is mainly derived
from the production phase, including the consumption of electricity (combustion of hard coal and the
mining of hard coal for generation of electricity), and the production of Kraft paper. The discharge
of light trucks for raw material and heavy vehicles for the final product also take a large proportion.
The waste disposal of a paper bag is natural degradation, i.e., landfill, which emits 0.003 kg CO2 .
The paper bag seems to be the most environment-friendly cement packaging.
The GWP 100 of a laminated plastic woven bag is 0.637 kg CO2 eq/bag on the condition that it is
incinerated manually instead of being thrown away without any treatment. As indicated in Table 6, the
main sources of the carbon footprint are waste disposal (emissions to environment by incineration), the
production of PP material and electricity consumption. The laminated plastic woven bag consumes the
most PP granules as well as PP coating material compared with paper bag and paper-plastic composite
bag. This made the laminated plastic woven bag the most environment-unfriendly packaging.
The GWP 100 of the paper-plastic composite bag is 0.536 kg CO2 eq/bag on the condition that it is
incinerated manually instead of being thrown away without any treatment. As indicated in Table 7,
the carbon footprint is mainly derived from the production phase including the production of PP and
electricity consumption. Additionally, the waste management also takes a large proportion of the total
carbon dioxide emission, with 0.177 kg, 0.51 g and 0.0028 kg from PP, PE, and Kraft paper, respectively.
However, the total is less than the laminated plastic woven bag. The paper-plastic composite bag can be
a good choice with the consideration of both environmental sustainability and economic applicability
which is discussed later.
3.1.2. LCIA of Production Level
According to the packaging bag manufacturing process, the main process source and material
source of the carbon footprint can be specified, which can indicate the measures necessary for achieving
carbon emission reduction. The amounts of the carbon emissions at each phase and their proportion in
the production phase are shown in Tables 8 and 9.
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Table 8. Distribution of the carbon footprint of each production process (kg CO2 eq).
Production of Packaging

Packaging
Kraft Paper

PP Base

Coating Material

Electricity

Machine

Light Truck

Paper bag

0.005

−

−

0.008

3.06 × 10−6

0.003

Laminated plastic woven bag

−

0.149

0.013 (PP)

0.149

3.06 × 10−6

0.063

Paper–plastic composite bag

0.014

0.12

0.007 (PE)

0.135

10−6

0.058

Filling

Packaging

Transportation of product

3.06 ×

Waste disposal

Electricity

Machine

Kraft paper

PP granules*

PE granules

Paper bag

0.001

3.06 × 10−6

0.002

0.003

−

−

Laminated plastic woven bag

0.02

3.06 × 10−6

0.002

−

0.241*

−

Paper–plastic composite bag

0.02

3.06 × 10−6

0.002

0.0028

0.177

—

* The italic font in “Waste disposal” is an item that does not naturally degrade.

Table 9. The proportion of the carbon footprint of each process in the total carbon footprint.
Production of Packaging

Packaging
Paper bag
Laminated plastic woven bag
Paper–plastic composite bag

Kraft Paper

PP Base

Coating Material

Electricity

Machine

Light Truck

24.36%
−
2.61%

−
23.39%
22.39%

−
2.04%
1.31%

35.14%
23.39%
25.19%

0.01%
0.00%
0.00%

14.95%
9.89%
10.82%

Filling

Packaging
Paper bag
Laminated plastic woven bag
Paper–plastic composite bag

Electricity

Machine

5.73%
3.14%
3.73%

0.01%
0.00%
0.00%

Transportation of
product
7.55%
0.31%
0.37%

Waste disposal
Kraft paper

PP granules

PE granules

13.64%
−
0.52%

−
37.83%
33.02%

−
−
−

The italic font in “Waste disposal” is an item that does not naturally degrade.

From Table 9, the carbon footprint of the production is mainly derived from the following phases:
The two phases of electricity consumption (production of packaging and filling), the discharge of
packaging materials, and the emissions from the use of light trucks during the transportation of raw
material for packaging.
3.2. Carbon Footprint of China’s Cement Packaging
3.2.1. Packaging Carbon Footprint in Regions of China—Laminated Plastic Woven Bags
In 2017, China’s cement production was 2.316 billion tons. Other than the 1.448 billion tons
of bulk cement without packaging, 17.36 billion bags were needed in 2017 assuming that the other
0.868 billion tons of the cement were packed at 50 kg/bag. On the condition that all the packaging is
disposed by landfill or incineration, the carbon footprint of a single packaging is between 0.022 kg
CO2 eq (paper bag)–0.637 kg CO2 eq (laminated plastic woven bag), the maximum carbon emission of
cement packaging in 2017 will be up to 11.06 million tons.
The average transportation distance in the eastern region is 250 km and 150 km in the central and
western regions. The average bulk rates of cement in the eastern, middle, and western regions were
69.94%, 66.91%, and 51.04% in 2017, respectively. This section outlines the calculation of the carbon
footprint of China’s cement packaging using the most widely used laminated plastic woven bag.
Packed cement is transported by heavy-duty vehicles with a large carbon footprint, however,
most emissions during this are due to the cement rather than packaging. Whereas the carbon footprint
of this part is not negligible relative to the life cycle of the packaging, for the transportation distance of
150 km (middle and western regions), the CO2 emission was 1.66 g per paper bag, 2.06 g per laminated
plastic woven bag, and 1.87 g per paper–plastic composite bag. For the transportation distance of
250 km (eastern region), the CO2 emission of the different packaging types in the transportation were
2.77 g, 3.43 g and 3.12 g, respectively. Therefore, the carbon footprint of the packaging in the middle
and western regions was 0.39649 kg CO2 eq, and the carbon footprint of the packaging in the eastern
region was 0.397 kg CO2 eq.
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As shown in Table 10, China’s cement packaging carbon footprint totaled 6.88 million tons CO2
eq in 2017: 3.06 million tons in the west, 2.01 million tons in the east, and 1.81 million tons in the
central region.
Table 10. Carbon footprint of China’s cement packaging in three regions in 2017.
Region

Production of
Cement

Bulk Rate

(Billion Tons)
East
Central
West
Total

8.42
6.92
7.83
23.16

69.94%
66.91%
51.04%
−

Bulk Cement

Packed Cement

Quantity of
Packaging

(Billion Tons)

(Billion Tons)

5.89
4.63
3.96
14.48

2.53
2.29
3.87
8.69

(Billion Pieces)

Carbon Footprint of
Single Packaging (kg
CO2 eq)

Carbon Footprint of
Packaging (Million
Tons CO2 eq)

5.06
4.58
7.73
17.37

0.397
0.396
0.396
−

2.01
1.81
3.06
6.88
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4. Discussion
This study estimated the carbon emissions from China’s cement packaging to propose
suggestions for cement manufacturers in China to reduce carbon emissions. The results showed that
carbon emissions are largely emitted from laminated plastic woven bags. The consumption of
electricity and PP accounts for the largest proportion of total carbon emissions in the production
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4. Discussion
This study estimated the carbon emissions from China’s cement packaging to propose suggestions
for cement manufacturers in China to reduce carbon emissions. The results showed that carbon
emissions are largely emitted from laminated plastic woven bags. The consumption of electricity and
PP accounts for the largest proportion of total carbon emissions in the production phase. Our results
provide evidence to support countermeasures for carbon emissions in China’s cement industry.
4.1. Carbon Emissions Reduction Measures in Packaging Choices
A reduction in the use of laminated plastic woven bags would markedly reduce carbon emissions.
From an economy perspective, the most widely used cement bags in practice are laminated plastic
woven bags. By separately comparing each cement packaging type within the production chain, this
study found that using paper–plastic composite bags instead of the laminated plastic woven bags
would significantly reduce the total carbon emissions of cement packaging.
Paper–plastic composite bags consume more types of raw material compared with laminated
plastic woven bags but consume less material. The carbon footprint is 10.92% lower than that of
laminated plastic woven bags. Therefore, using a paper–plastic composite bag can significantly reduce
the carbon footprint of the packaging. The physical strength of the paper bag is not as good as the
other two bags, resulting in a higher loss rate in transportation. Thus, the paper bags is not considered
as an option.
4.2. Carbon Emission Reduction Measures in Use of Recycled Material
Recycled materials can be used during bag production, but the strength of the recycled materials
is not as good as those produced with new materials.
According to the GB9774-2010 requirements [36], under the premise of consistent mechanical
properties, the mass per unit area of fresh materials in paper–plastic composite bags and laminated
plastic woven bags are ≥65 g/m2 and ≥71 g/m2 , and the requirements for recycled materials are
≥71 g/m2 and ≥77 g/m2 , respectively. When calculating the carbon footprint of the recycled material,
it is assumed that the recycled material stems from the cement packaging and is calculated using the
same method as for cement packaging. The recycled material is only recycled once. The weight of the
recycled material increases by 9.84% as required by the national standard. The carbon footprint of
packaging materials and transportation also increases by 9.84%. The carbon footprint of a paper bag
using recycled material is 0.00282 kg CO2 eq. The carbon footprint of transportation during recycling
is relatively low and the data of the energy consumption of related machine during recycling is not
available. Therefore, the actual carbon footprint is expected to be higher as the carbon footprint is
not incorporated in the recycling process. The carbon footprint of the new Kraft paper used in paper
bags is 0.00563 kg CO2 eq, and the carbon footprint of the raw materials is reduced according to this
ratio. That is, the carbon footprint of each packaging type decreases by 47.44% based on the raw
materials. The carbon footprint of the raw material of the laminated plastic woven bag is 0.162 kg CO2
eq, and 0.141 kg CO2 eq for the raw material of paper–plastic composite bags. In the production phase,
the carbon footprints is expected to decrease significantly by 15.85%, 20.59%, and 20.03% for paper,
laminated plastic woven, and paper–plastic composite bags, respectively.
Assuming that the material is completely recycled and the recycled material is only recycled once,
the data in Table 11 is obtained, which shows the carbon footprint of packaging using recycled material
and the emissions reduction over the whole life cycle.
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Table 11. The emissions reduction when using recycled material in cement packaging.
Packaging

Carbon Footprint
of New Material
(kg CO2 eq)

Carbon Footprint of
Recycled Material
(kg CO2 eq)

Emission
Reduction
(kg CO2 eq)

Emission
Reduction Rate

Paper bag
Laminated plastic woven bag
Paper–plastic composite bag

0.022
0.396
0.356

0.016
0.319
0.289

0.003
0.077
0.067

27.27%
19.44%
18.82%

4.3. Carbon Emission Reduction Measures in the Electricity Consumption
The carbon emissions from electricity consumption stem mainly from coal combustion for
generating electricity and energy consumption in coal mining, accounting for 43.6–54.4% over the
whole life cycle. A large proportion of carbon emissions for industrial products and processes usually
originates from electricity consumption, such as the cobalt extraction process [44] and aluminum
production [45]. The current method of power generation is mainly coal. An increase in the proportion
of nuclear power and water power generation and a decrease in the proportion of coal generation
could reduce the carbon emissions of cement packaging. Furthermore, this study recommends that the
government should provide subsidies or preferential policies to coal production enterprises that adopt
energy-saving technologies.
4.4. Carbon Emission Reduction Measures in Using Bulk Cement
Due to cement’s characteristics, it is usually transported with packaging. However, this leads to a
massive consumption of cement packaging, resulting in carbon emissions and energy consumption.
China has encouraged the use of bulk cement since the 1950s. The government has published a
restrictive bagging policy and encourages bulk policy as the main policy to encourage the use of bulk
cement and has formulated a series of policy documents to accelerate the development of bulk cement in
China. A significant issue is improving the bulk cement transportation method. Using modern logistics
means improving the traditional transportation methods, and constructing a modern logistics system
could help promote the development of bulk cement. Furthermore, research and development of the
corresponding technologies and production equipment, loading, unloading, restoring, transporting,
and use of bulk cement is required. Finally, the production of bulk cement should be industrialized
and intensive.
To sum up, if cement manufacturers choose paper-plastic composite bag with the use of recycled
material, the carbon emission reduction of a single bag is 0.281 kg CO2 eq. In 2017, using the
paper-plastic composite bag with recycled material instead of the laminated plastic woven bag can
reduce carbon emissions with 4.88 million tons CO2 eq.
5. Conclusions
This paper used LCA methodology to assess the whole life cycle carbon emission of three kinds
of widely used cement packaging in China, defining the goal and scope of this assessment, building
a complete system and conducting a rigorous inventory analysis of the standard cement packaging
used in China. Several results were obtained from this investigation: Firstly, the most widely used
laminated plastic woven bag emits the most carbon dioxide followed by paper–plastic composite
bags and paper bags; secondly, for a production perspective, electricity consumption accounts for the
highest proportion of total carbon emissions. Using new energy such as nuclear power and water
power could reduce the carbon emissions of cement packaging significantly. Finally, using recycled
material in certain production phases and preferring paper–plastic composite bags simultaneously can
reduce the carbon emissions of China’s cement packaging.
This investigation, however, has some limitations that need addressing in future. First, the
economic considerations of paper–plastic composite bags were disregarded. Although the paper–plastic
composite bag is more environmentally friendly, it might be more expensive than laminated plastic
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woven bags. The damp-proof characteristic of paper–plastic composite bags is lower than laminated
plastic woven bags. Thus, the economic applicability and environmental protection must be balanced.
Second, this study was limited to only considering the CO2 emissions of the packaging. Other important
impact categories should be considered when comparing these three kinds of packaging, for example,
the water footprint. The authors will conduct a more comparable and comprehensive investigation in
the future.
Supplementary Materials: The following are available online at http://www.mdpi.com/2071-1050/11/20/5554/s1,
Table S1: Paper-plastic composite bag_analysis_result, Table S2: paper bag_analysis_result, Table S3: Laminated
plastic woven bag_analysis_result.
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