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Abstract: Sponges are a valuable source of natural compounds and biomaterials for many
biotechnological applications. Marine sponges belonging to the order Verongiida are known to
contain both chitin and biologically active bromotyrosines. Aplysina archeri (Aplysineidae: Verongiida)
is well known to contain bromotyrosines with relevant bioactivity against human and animal
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diseases. The aim of this study was to develop an express method for the production of naturally
prefabricated 3D chitin and bromotyrosine-containing extracts simultaneously. This new method is
based on microwave irradiation (MWI) together with stepwise treatment using 1% sodium hydroxide,
20% acetic acid, and 30% hydrogen peroxide. This approach, which takes up to 1 h, made it possible
to isolate chitin from the tube-like skeleton of A. archeri and to demonstrate the presence of this
biopolymer in this sponge for the first time. Additionally, this procedure does not deacetylate chitin
to chitosan and enables the recovery of ready-to-use 3D chitin scaffolds without destruction of
the unique tube-like fibrous interconnected structure of the isolated biomaterial. Furthermore,
these mechanically stressed fibers still have the capacity for saturation with water, methylene
blue dye, crude oil, and blood, which is necessary for the application of such renewable 3D chitinous
centimeter-sized scaffolds in diverse technological and biomedical fields.
Keywords: chitin; marine sponges; scaffolds; Aplysina archeri; express method; bromotyrosines;
crude oil; blood; methylene blue

1. Introduction
Chitin is composed of β(1,4)-linked N-acetyl-glucosamine units and represents the most abundant
structural polysaccharide of invertebrates, including such marine phyla as sponges, corals, annelid
worms, mollusks, and arthropods [1]. This biopolymer is mostly found in the skeletal structures
of invertebrates, and plays a crucial role in their rigidity, stiffness, and other mechanical properties.
Chitin is recognized as one of the universal templates in biomineralization, with respect to both
biocalcification and biosilicification [2]. Chitin has been found in diverse organisms as layers—in
mollusks’ shells [3], glass sponges’ skeletal frameworks [4], and spicules [5]—or as three-dimensional
(3D) constructs: cuticles of crustaceans [6], skeletons of certain demosponges [7–10], and especially
within mineralized tissues [11]. Very often, chitin is found in association with such organic compounds
as proteins, lipids, pigments, and other polysaccharides [12]. Thus, the efficient extraction of pure
chitin from the marine sources listed above is strongly dependent on methodological progress, which,
however, is usually limited by the presence of corresponding mineral and foreign organic phases.
Consequently, the industrial methods of chitin isolation most used in this case are based on chemical
treatments that enable depigmentation [13], hydrolysis of proteins, and demineralization of inorganic
matter [14–19].
Industrial deproteinization is carried out using a base solution of KOH or NaOH (for review,
see [20,21]). The effectiveness of this treatment depends on the ratio of shells to solution,
the temperature and duration of the process, as well as the concentration of the base. Industrial
methods also include a depigmentation (decolorization) step, which improves the color of the chitin.
For this purpose, hydrogen peroxide or sodium hypochlorite solutions are commonly used [22].
Demineralization can be achieved using chelators (ethylenediamine tetraacetic acid-EDTA [23]),
or various acids, most commonly diluted hydrochloric acid, acetic acid, or sulfuric acid (for examples,
see [22,24,25]). To achieve complete dissolution of all the inorganic salts, the acid intake should be
greater than the stoichiometric quantity of the corresponding mineral phases [26,27]. Furthermore,
the penetration of solvent into the chitin-based matrix is strongly dependent on the particle size [28].
In the case of crustacean shells, due to the heterogeneity of the solid matrix and difficulties in
removing calcium debris, larger volumes, or more concentrated acid solutions, have traditionally been
used [24,29]. Demineralization at higher temperatures has also been reported [30]. Methods based on
long-term demineralization (even up to several days) may cause degradation of the biopolymer [31].
Alternatively, deproteinization and demineralization can also be carried out using microorganisms and
corresponding enzymatic treatment. It has been reported [32] that biological treatment leads to better
results than chemical methods, as it preserves the structure of chitin. New data on methods for chitin
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isolation, including applications of ionic liquids and eutectic solvents, have recently been published by
Berton et al. [33], El Knidri et al. [34], Tokatlı & Demirdöven [35], Dun et al. [36], Saravana et al. [37],
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Castro et al. [38], Huang et al. [39], and Hong et al. [40].
A schematic overview of biological and chemical methods of chitin isolation for obtaining chitosan,
A schematic overview of biological and chemical methods of chitin isolation for obtaining
following the example of crustacean sources based on the literature reports cited above, is presented in
chitosan, following the example of crustacean sources based on the literature reports cited above, is
Figure 1.
presented in Figure 1.
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Pigments,
lipids and proteins are removed at the same time. In view of the large quantities of chemicals used
and the time required by the individual extraction steps (up to 7 days), the method needs to be
improved. In this study, we decided to use, for the first time, a complex approach that includes
microwave irradiation (MWI) together with stepwise treatment using 1% sodium hydroxide, 20%
acetic acid, and 30% hydrogen peroxide to isolate chitin from the tube-like skeleton of Aplysina archeri
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20% acetic acid, and 30% hydrogen peroxide to isolate chitin from the tube-like skeleton of Aplysina
archeri (Higgin, 1875) (phylum Porifera, class Demospongiae, Aplysineidae: order Verongiida, family
(Higgin, 1875) (phylum Porifera, class Demospongiae, Aplysineidae: order Verongiida, family
Aplysinellidae) (Figure 2) [44]. An additional goal of the study was to develop an express isolation
Aplysinellidae) (Figure 2) [44]. An additional goal of the study was to develop an express isolation
method (Figure 3), enabling the production of (i) crude extracts containing the pigments and (ii)
method (Figure 3), enabling the production of (i) crude extracts containing the pigments and (ii)
ready-to-use 3D chitin scaffolds for practical applications in technology and biomedicine.
ready-to-use 3D chitin scaffolds for practical applications in technology and biomedicine.
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2450 MHz), as reported here, decreased the treatment time to only 55 min. The most time (33 min)
was taken by the water rinsing procedures. The estimated chitin content in the skeletons of A. archeri
is ~5% by weight.
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from
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generic fibrous structure. The microphotographs of the fibers isolated from A. archeri, with the
microwave approach also displaying the typical fibrous structure with concentric layers typical for
microtubular chitin, previously reported in other representatives of the family Aplysinellidae [9,46].
The typical wrinkled structure (Figure 5a) due to the alkaline treatment occurs in chitinous fibers
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reported in other representatives of the family Aplysinellidae [9,46]. The typical wrinkled structure
(Figure 5a) due to the alkaline treatment occurs in chitinous fibers independent of microwave treatment,
independent of microwave treatment, probably due to the very short time of microwave irradiation.
probably due to the very short time of microwave irradiation. EDX analysis of the naturally occurring
EDX analysis of the naturally occurring skeletal structures of A. archeri (Figure 4c) and of the isolated
skeletal structures of A. archeri (Figure 4c) and of the isolated chitin (Figure 5c) confirms the purity of
chitin (Figure 5c) confirms the purity of the isolated biological material. The lack of characteristic
the isolated biological material. The lack of characteristic elements in the isolated sample confirms that
elements in the isolated sample confirms that this proposed method is effective with respect to both
this proposed method is effective with respect to both demineralization and deproteinization.
demineralization and deproteinization.
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Figure 5. SEM
SEM imagery
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the demineralized
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(see Figure
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(Figure
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The first step in identifying the isolated biological material as chitin or chitosan was calcofluor
white (CFW) staining. On binding to polysaccharides, such as chitin, this fluorochrome emits a blue
The microfibers
microfibers of
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light. The
microwave-assisted method
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similar to CFW-based poriferan chitin
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[4,8–10,42,43,46].
chitin identification, as reported previously [4,8–10,42,43,46].
Chitinase digestion is a well-recognized and highly specialized test to determine the chitinous
nature of isolated scaffolds from diverse sponges. The enzyme catalyzes the endo-hydrolysis of
N-acetyl-β-D-glucosamine-β-(1→4)-linkages. The activity of chitinase against microfibers isolated
from the scaffolds being studied is shown in Figure 7.
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Figure 6. Light microscopy (a) and fluorescence microscopy (b) images of the selected fragment of a
A. archeri scaffold after calcofluor white (CFW) staining. Intensive blue fluorescence remains
measurable under a light exposure time of 1/3700 s.
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Chitinase digestion is a well-recognized and highly specialized test to determine the chitinous
nature of isolated scaffolds from diverse sponges. The enzyme catalyzes the endo-hydrolysis of Nacetyl-β-D-glucosamine-β-(1→4)-linkages. The activity of chitinase against microfibers isolated from
the scaffolds being studied is shown in Figure 7.

Figure 7.
7. Chitinase
Chitinasetest
testwith
withchitin
chitinisolated
isolatedfrom
from
archeri
using
standard
method
for details
Figure
A.A.
archeri
using
thethe
standard
method
(see(see
for details
[9])
[9])
(a,b)
and
the
microwave-based
method
(c,d).
Images
(b)
and
(d)
were
obtained
after
4
h
of
(a,b) and the microwave-based method (c,d). Images (b) and (d) were obtained after 4 h of incubation
incubation
in
chitinase
solution.
in chitinase solution.

Additionally, we
we used
used electrospray
electrospray ionisation
ionisation mass
mass spectrometry
spectrometry (ESI-MS)
(ESI-MS) for
for identification
identification of
of
Additionally,
N-acetylglucosamine
asa characteristic
awith
characteristic
marker
of
the using
presence
of in
chitin
in unknown
biological
Figure 7. Chitinaseas
test
chitin isolated
from
archeri
standard
method
(see for details
N-acetylglucosamine
marker
of A.
the
presence
ofthe
chitin
unknown
biological
samples.
[9])hydrolysis
(a,b)
and hydrolysis
thechitin
microwave-based
method
(c,d).
(b) and
obtainedofafter
4 h of
samples.
Acetic
chitin
by resulted
strong
acids
in (d)
theDwere
formation
D-glucosamine
Acetic
of
byof
strong
acids
inImages
theresulted
formation
of
-glucosamine
(dGlcN),
which
incubation
in
chitinase
solution.
(dGlcN),
which
can
be
easily
visualized
in
ESI-MS
spectroscopy.
This
method
is
a
standard
for
chitin
can be easily visualized in ESI-MS spectroscopy. This method is a standard for chitin identification
identification
and has
been used
to identify
chitin
in various
organisms
[5,47]
and fossil
[48].
and
has been used
to identify
chitin
in various
organisms
[5,47]
and fossil
remains
[48].remains
The ESI-MS
Additionally,
we
used
electrospray
ionisation
mass
spectrometry
(ESI-MS)
for
identification
of
The
ESI-MS
spectrum
of
the
A.
archeri
hydrolyzed
scaffold,
shown
in
Figure
8a,
has
five
main
ion
spectrum of the A. archeri hydrolyzed scaffold, shown in Figure 8a, has five main ion peaks at m/z
N-acetylglucosamine
as
a
characteristic
marker
of
the
presence
of
chitin
in
unknown
biological
peaks at
m/z 130.16,
180.09,
202.07
381.15.
peaks
at m/z
162.08,
130.16,
162.08,
180.09, 162.08,
202.07 and
381.15.
Fourand
of the
mainFour
peaksofatthe
m/zmain
162.08,
180.09,
202.07,
and180.09,
381.15
samples.
Acetic
hydrolysis
oftochitin
bythe
strong
acids
in the
of 8b).
Dcorrespond
-glucosamine
202.07,
and
381.15
are
thoseof
on
the
spectrum
ofresulted
the dGlcN
standard
(Figure
These peaks
are
similar
to
those
onsimilar
the spectrum
dGlcN
standard
(Figure
8b).formation
These
peaks
to
(dGlcN),
which
can
be
easily
visualized
in
ESI-MS
spectroscopy.
This
method
is
a
standard
for
chitin
dGlcN species of molecular ion (m/z 180.09), the specie with the loss of one H2 O molecule [M − H2 O
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The ESI-MS spectrum of the A. archeri hydrolyzed scaffold, shown in Figure 8a, has five main ion
peaks at m/z 130.16, 162.08, 180.09, 202.07 and 381.15. Four of the main peaks at m/z 162.08, 180.09,
202.07, and 381.15 are similar to those on the spectrum of the dGlcN standard (Figure 8b). These peaks
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correspond to dGlcN species of molecular ion (m/z 180.09), the specie with the loss of one H2O
+
molecule
[M − H2O + H]+ (m/z 162.08), the specie of sodium ion bound dGlcN monomer [M + Na]
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(m/z 202.07), and the noncovalent dimer [2M + Na]+ (m/z 381.15). A similar proton-bound GlcN
covalent dimer with m/z = 359.17 was observed in the spectra. Together, these data indicate the high
+ (m/z 381.15). A similar proton-bound GlcN covalent dimer with m/z =
noncovalent
dimerin
[2M
Na]
purity
of the chitin
the+A.
archeri
scaffold.
359.17 was observed in the spectra. Together, these data indicate the high purity of the chitin in the A.
archeri scaffold.
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(b)

Figure
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chitinfrom
fromthe
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Figure8.8.Electrospray-ionization
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ofA.A.archeri;
archeri;(b)
(b)a acommercial
commercial
(dGlcN)
standard
comparison.
(dGlcN)
standard
forfor
comparison.
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isolation procedure based on microwave-assisted controlled surface deacetylation of tubular chitin
scaffolds of poriferan origin.
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A. archeri
Figure
9. 9.
ATR-FTIR
spectra
of (a)
chitosan,
(b) (b)
α-chitin
andand
(c) chitin
isolated
fromfrom
A. archeri
usingusing
the
the microwave-assisted
approach
(see Figure
microwave-assisted
approach
(see Figure
3). 3).

Mar. Drugs 2019, 17, 131

Mar. Drugs 2019, 17, x

11 of 24

11 of 25

The results of Raman analysis confirm those of ATR-FTIR. The Raman spectra of the scaffolds of
The results of Raman analysis confirm those of ATR-FTIR. The Raman spectra of the scaffolds
A. archeri isolated using the microwave-assisted method exhibit good equivalence with the spectrum
of A. archeri isolated using the microwave-assisted method exhibit good equivalence with the
of α-chitin, and not with that of chitosan (Figure 10). The main differences are clearly visible in the
spectrum of α-chitin, and not with that of chitosan (Figure 10). The main differences are clearly visible
amide I, amide II, and amide III regions.
in the amide I, amide II, and amide III regions.

Figure
Raman
spectra
chitosan
standard
(red
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α-chitin
standard
(black
line),
and
chitin
Figure
10.10.
Raman
spectra
ofof
chitosan
standard
(red
line),
α-chitin
standard
(black
line),
and
chitin
isolated
from
A.
archeri
demosponge
using
the
microwave-assisted
approach
(blue
line).
isolated from A. archeri demosponge using the microwave-assisted approach (blue line).

2.2.
Capillary
Effect
of of
3D3D
Chitin
Scaffolds
2.2.
Capillary
Effect
Chitin
Scaffolds
We
also
related to
to its
its function
functionas
We
alsoinvestigated
investigatedthe
theproperties
propertiesofof3D
3Dmicrotubular
microtubular sponge
sponge chitin,
chitin, related
asa acapillary
capillarysystem.
system.
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of the 3D tubular network and the presence of van der Waals forces.
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Figure
Figure 11.
11. Capillary
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3D chitinous
chitinous microtubular
microtubular scaffold
scaffold isolated
isolated from
from A.
A. archeri
archeri with
with
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(a).
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(arrow,
b),
the
respect to crude oil (a). On contact of the chitin with the surface of the oil (arrow, b), the latter
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network (b,c,d).
(b,c,d). See
Figure 12.
12.
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distributed through
through the
the microtubular
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◦ Cremoves
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Rinsing the
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solution at 40
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removes
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surface
(Figure
12a).
However,
light
microscopy
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of
the
the oil from
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12b).

We observed a similar effect when pig blood was used (Figure 13). Due to its red color, this blood,
located within the axial channels of the anastomosing microtubes of the A. archeri chitin microfibers,
is very visible (Figure 13e).
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Figure12.
12. Rinsing
scaffold
initially
contaminated
with crude
oil (seeoil
Figure
in soap
Figure
Rinsingofofthe
thechitin
chitin
scaffold
initially
contaminated
with crude
(see 11d)
Figure
11d) in
solution promotes its removal from the surface of the scaffold (a). Nevertheless, residual oil is
soap solution promotes its removal from the surface of the scaffold (a). Nevertheless, residual oil is
observable within the chitinous microtubes (arrows, b).
observable within the chitinous microtubes (arrows, b).

We possible
observed application
a similar effect
when
pig blood
was used (Figure
13). Due
to its red could
color, be
thisas a
One
of 3D
structured
sponge-like
hemostatic
biomaterials
blood, located within the axial channels of the anastomosing microtubes of the A. archeri chitin
compress during uncontrolled hemorrhaging (open wounds). It has been recognized that chitin
microfibers, is very visible (Figure 13e).
of crustacean origin induces blood coagulation by adhering to platelets, forming a chitin/platelet
complex that accelerates the polymerization of the fibrin monomer to form a blood clot (for review,
see [55]). Consequently, several studies on chitin in the form of nanocrystals [56] or powders [55] as a
potential hemostatic biomaterial have been carried out. However, for example, a hydrosol containing
nanocrystalline particles showed no effect on the aggregation of human platelets and the clotting
time of platelet-poor plasma in corresponding coagulation tests [56]. Therefore, we propose that
experiments using 3D structured sponge chitins, including those from A. archeri, should be carried out
to evaluate their hemostatic properties in future clinical settings.

Mar. Drugs 2019, 17, 131
Mar. Drugs 2019, 17, x

14 of 24
14 of 25

Figure 13. Pig blood as a model liquid is adsorbed by chitinous scaffold isolated from the A. archeri
Figure 13. Pig blood as a model liquid is adsorbed by chitinous scaffold isolated from the A. archeri
demosponge both from glass (a,b) and from a human skin surface (c,d). The blood remains confined
demosponge both from glass (a,b) and from a human skin surface (c,d). The blood remains confined
within the axial channels (arrows) of the microtubular sponge chitin, even after rinsing with distilled
within the axial channels (arrows) of the microtubular sponge chitin, even after rinsing with distilled
water at room temperature (e).
water at room temperature (e).

One possible application of 3D structured sponge-like hemostatic biomaterials could be as a
Chitin has been considered recently as a biopolymer, which can be used as a low-cost and
compress during uncontrolled hemorrhaging (open wounds). It has been recognized that chitin of
eco-friendly material for dye adsorption. Dotto et al. [57] reported ultrasonically-modified chitin as
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an effective sorbent for the removal of methylene blue (MB) from aqueous solutions by adsorption.
Correspondingly, we have proven that 3D chitinous tubular scaffolds from A. archeri, obtained by the
microwave-assisted method, can be used as a potential sorbent for MB. The swelling capacity of these
scaffolds, with respect to water, was measured at 255 ± 8%. It should be noted that adsorption of
the dye occurs on the surface as well as within the chitinous microtubes, and the dye could not be
removed from the chitin by simply washing the chitin in hot distilled water (Figure 14). This confirms
that the dye is chemically bonded to the chitin through electrostatic interactions with the chitin’s OH
and N-acetyl groups [57]. The unique 3D morphology and open cell structure of the isolated chitin
scaffold and its observed affinity to MB open the way to use such scaffolds as a new type of renewable
filling for fixed bed reactors used for the purification of dye-contaminated wastewater.
Mar. Drugs 2019, 17, x
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Figure 14. Image illustrating the adsorption of methylene blue (MB) on isolated 3D chitin scaffolds
Figure 14. Image illustrating the adsorption of methylene blue (MB) on isolated 3D chitin scaffolds
(a,b). The MB solution clearly reveals the tubular nature of the chitinous fiber in the scaffolds,
(a,b). The MB solution clearly reveals the tubular nature of the chitinous fiber in the scaffolds, resulting
resulting in the rising of liquid due to capillary forces. Light microscopy images of chitin after MB
in the rising of liquid due to capillary forces. Light microscopy images of chitin after MB adsorption
adsorption (c,d) clearly indicate that this dye is chemically adsorbed on the chitin surface as well as
(c,d) clearly indicate that this dye is chemically adsorbed on the chitin surface as well as inside the
inside the chitinous microtubes, and cannot be removed from chitin by washing in hot distilled water.
chitinous microtubes, and cannot be removed from chitin by washing in hot distilled water.

3. Discussion
Microwave radiation has recently been shown to be a useful tool in modern green chemistry,
with potential applications in a wide range of chemical processes [58,59]. Microwave-assisted
extraction (MAE) is a green technique that offers numerous advantages, including the reduction of
both extraction time and solvent consumption [60]. This method allows the acceleration of energy
transfer, facilitating the solvation reaction and promoting the disruption of weak hydrogen bonds. It
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3. Discussion
Microwave radiation has recently been shown to be a useful tool in modern green chemistry,
with potential applications in a wide range of chemical processes [58,59]. Microwave-assisted
extraction (MAE) is a green technique that offers numerous advantages, including the reduction
of both extraction time and solvent consumption [60]. This method allows the acceleration of energy
transfer, facilitating the solvation reaction and promoting the disruption of weak hydrogen bonds.
It is currently considered a very attractive alternative to conventional extraction approaches (e.g., the
Soxhlet method). Recently, microwave irradiation has been shown to be a promising technique for the
extraction and modification of polysaccharides from natural sources [61], including chitin chemistry.
This method is mostly used as an alternative for the preparation of chitosan from various chitinous
sources [62–65]. It has been confirmed that microwave-assisted chitin processing reduces the time of
deacetylation from ∼8 h [64] to 5.5 min [65]. The application of microwave irradiation reduces not
only process duration, but also the quantities of energy and chemicals used for highly deacetylated
chitosan production from crustacean shell waste from the food industry. Microwave-assisted chitin
activation was patented by Peniston and Johnson in 1979 [66]. Those authors claimed that exposure to
microwave energy for a period from about 1 to 30 min, for example, can result in greatly increased
reactivity of the chitin. They selected a preferred microwave frequency of about 2450 MHz. While this
is a frequency at which water is absorptive, it is far removed from frequencies causing resonance for
water molecules. It thus appears that effects other than agitation of water molecules are responsible
for the pronounced activation of the chitin. On this basis, we used a similar microwave frequency in
our experiments with A. archeri. Interestingly, Wongpanit et al. [67] reported microwave treatment as
an effective method for activation of carboxymethyl chitin and carboxymethyl chitosan. They showed
that human fibroblasts adhered on the surface of microwave-treated CM-chitosan films much better
than on the surface of microwave-treated CM-chitin films. Our contribution to this area of research is
that both (i) morphologically defined chitinous scaffolds with highly organized architecture and (ii)
pigments can be effectively isolated using microwave-assisted extraction after only 55 min of treatment,
including rinsing procedures.
The obtained pigment-based extracts (see Figure 3) will be studied in our future work with
regard to the identification of bromotyrosines typical for A. archeri. For example, Fistularin 3 and
11-ketofistularin 3, isolated previously from this sponge species, showed antiviral activity against feline
leukemia [68]. Another bromotyrosine, known as archerine, exhibited antihistamine activity on the
isolated guinea pig ileum at concentrations as low as 1 µM [69]. Because of the dark color of the isolated
pigments it is possible that the extract may also contain uranidine [70]. Interestingly, the influence of
alkaline treatment on the yield and molecular structure of bromotyrosines remains unknown.
Practical applications of demosponge chitinous scaffolds for uranium adsorption [71] for the
development of supercapacitors [72] and hybrid composites [73,74], including extreme biomimetics
approaches [75,76], as well as in tissue engineering [10,77–79], have previously been reported. Here,
we describe, for the first time, the ability of 3D chitinous constructs isolated from A. archeri using
an express method to swell with such substances as crude oil, pig blood, and MB dye in a few
seconds, due to a capillary effect. This property may open the way to key applications of the unique
and renewable sponge chitin in remediation, biomedicine, and wastewater treatment. One of the
advantages of such chitin is that it can be quickly isolated as a ready-to-use microtubular scaffold.
Furthermore, a corresponding paper about mechanical properties of selected chitinous scaffolds
isolated from diverse verongiid sponges using different methodological approaches is currently in
preparation. In that work, we will also present data concerning crystallinity index, degree of acetylation,
specific surface area (BET), Young modulus, etc. Obviously, we will present these data in comparison
with chitin of crustacean and fungal origins.
One of the most promising applications of ready-to-use chitinous microtubular scaffolds of sponge
origin is biomedicine. However, it should be noted that both natural as well synthetic biopolymer-based
three-dimensional, open pore scaffolds have evolved as gold standards for biomedicine in recent
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applications, owing to their superior role in tissue regeneration [80]. Three-dimensional polymer
networks have attracted significant attention owing to their “soft-and-wet” nature, which is similar
to biological tissues. The major drawback of such scaffolds is their relatively poor mechanical
strength [81]. However, several possible solutions can be used to overcome this drawback. Among
them, we highlight the controlled remineralization of biopolymers with selected inorganic compounds
(i.e., hydroxyapatite) [82] or silica [83,84]. The infiltration and crystallization of the mentioned
inorganic phases on all three levels of the chitin’s hierarchical organization will definitively lead to the
formation of a mechanically robust scaffold with superior performance in such advanced applications.
Alternatively, to increase mechanical properties, biopolymeric scaffolds are often crosslinked. Inspired
by the sclerotization of an insect cuticle, Chen et al. [85] reported a quinone crosslinking reaction for
chitin hydrogels to increase their mechanical properties. The obtained crosslinked product shown a
tenfold higher mechanical strength. Nevertheless, this is a topic for further studies. We believe that the
present article will trigger scientific interest on the application of naturally pre-structured 3D scaffolds
of sponge origin in biomedicine, and we believe that mechanical reinforcement of such scaffolds will
soon be reported.
However, if the large-scale testing and application of chitin scaffolds is to be promoted, it will be
necessary to secure the supply of such sponges via aquaculture [86], as wild harvest of these organisms
will be not sustainable. Rohde and Schupp [87] have already demonstrated in a study of another
Verongid sponge, Ianthella basta, that growth and regeneration rates in this sponge were sufficient to
secure a supply for potential biomedical application. Further studies with other Verongiid sponges
will be needed to establish this order of sponges as a viable source of chitin scaffolds and to enable the
use of these naturally prefabricated constructs in biomedical applications.
4. Materials and Methods
4.1. Sample Collection
Samples of the demosponge, Aplysina archeri (Higgin 1875), were collected at depths of 10–25 m
by scuba divers around the Caribbean islands of Saint Vincent and Curaçao in May 2015 and June 2017,
during the Pacotilles expedition. All permits that were required for the described study were obtained
during this expedition and complied with all relevant regulations. The species was identified by
A. Ereskovsky.
4.2. Isolation of Chitin
4.2.1. Modified Standard Method
The isolation of the chitin scaffold from A. archeri was performed by a modification of the
well-known standard method [4]. Firstly, the organic material was extracted with 2.5 M NaOH
(Th. Geyer GmbH & Co. KG, Renningen, Germany,) at 37 ◦ C for 6 h. Next, the resulting mineral
skeletons of the sponges were treated with 2.5 M NaOH at 37 ◦ C for 18 h. They were then washed with
distilled water. The neutralized skeleton was then treated with 20% acetic acid (Th. Geyer GmbH & Co.
KG, Renningen, Germany) at 37 ◦ C for 6 h and neutralized by washing with distilled water. Alkaline
and acidic extraction was repeated until the skeleton was completely demineralized, transparent,
and soft (114 h).
4.2.2. Microwave-Assisted Approach for Chitin Isolation
The sample material of A. archeri was cut into pieces 5 cm × 2 cm in size and used for chitin
isolation. The isolation procedure is presented schematically in Figure 3. Briefly, in step I the
residual water-soluble salts were removed by pretreatment of sponge skeletons in distilled water
using microwave irradiation (MWI) for 3 min. In step II, the sample was treated with 1% NaOH and
irradiated with microwaves for 2 min. The 3D scaffolds were then carefully isolated and rinsed three
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times with distilled water to remove and separate residual red-brownish pigments. In step III, the 3D
scaffolds were treated with 20% acetic acid under MWI for 1 min and were then washed in distilled
water (up to pH 6.8). In step IV, samples were decolorized using H2 O2 treatment at pH~10 under MWI
for 1 min and then washed with distilled water until a neutral pH was reached.
Hydrogen peroxide was chosen for bleaching because it is reported that hydrogen peroxide in a
microwave field, under the conditions of the experiment, does not cause significant changes in the
chemical structure of the polymer [88]). Steps II–IV were repeated four times to obtain pure, colorless,
3D chitinous scaffolds.
4.2.3. Fluorescent Microscopy Analysis
The isolated chitin fibers were observed using a BZ-9000 instrument (Keyence, Osaka, Japan) in
fluorescent and light microscopy mode.
4.2.4. Calcofluor White Staining
Upon binding with polysaccharides, calcofluor white (CFW) enhanced their fluorescence.
The isolated fibers from the selected A. archeri skeletons were investigated with light and fluorescent
microscopy before and after staining with CFW (Fluorescent Brightener M2R, Sigma-Aldrich).
For staining, 20 µL of a solution of 10 g glycerin and 10 g NaOH in 90 mL water was applied. After 15 s,
the CFW was added and kept for 30 min in darkness at room temperature. The fibers were washed
with distilled water to remove unattached CFW and then dried at room temperature.
4.2.5. Chitinase Digestion Test
To observe the chitinase digestion process of the fibers isolated from sponge skeletons, the BZ-9000
instrument was used in light and fluorescent microscopy mode. Single fibers were rinsed with 50 mL
phosphate buffer (pH 6.0). After the removal of the phosphate buffer, chitinase from Streptomyces
griseus (EC 3.2.1.14, No. C-6137, Sigma-Aldrich) was added. In the following 10 h, the microscope
documented the digestion of the fibers by taking light field and fluorescent images every 30 min.
4.2.6. ATR-FTIR Spectroscopy
Infrared spectroscopy was used for qualitative analysis of the isolated fibers. ATR-FTIR
(attenuated total reflectance Fourier transformation infrared spectroscopy) spectra were recorded
with the Nicolet 380 FTIR spectrometer (Thermo Scientific, Inc., Madison, WA, USA). The spectra
were analyzed with appropriate software (OMNIC Lite Software, Madison, WA, USA). In addition to
the spectra of the fiber material, spectra of the a-chitin standard (INTIB GmbH, Freiberg, Germany)
and a chitosan standard (Sigma-Aldrich) were recorded. Postprocessing of the recorded spectra was
performed with OriginLab 2015.
4.2.7. Raman Spectroscopy
Raman spectra were recorded with a Raman spectrometer (Raman Rxn1TM , Kaiser Optical Systems
Inc., Ann Arbor, MI, USA) coupled with a light microscope (DM2500 P, Leica Microsystems GmbH,
Wetzlar, Germany). The laser beam had a power of 400 mW, which resulted in 110 mW at the sample
due to the transmission of the microscope optics. The spectral range was from 200 to 3250 cm−1 , with a
set resolution of 4 cm−1 . For improvement of the signal-to-noise ratio, the integration time was set
to 1 s and an addition of 50 spectra was performed. The baseline was implemented with MATLAB
(MathWorks Inc., Natick, MA, USA) and further postprocessing was carried out with OriginPro 2015.
4.2.8. Scanning Electron Microscopy
Scanning electron microscopy was performed using an XL 30 ESEM Philips-Scanning Electron
Microscope (FEI Company, Peabody, MA, USA). Samples were fixed on a sample holder with carbon

Mar. Drugs 2019, 17, 131

19 of 24

patches, and these were then covered with carbon or with a 5–10 µm gold layer using an Edwards
Sputter Coater S150B (BOC Edwards, Wilmington, MA, USA).
4.2.9. EDX
The elements were analyzed by energy dispersive X-ray spectroscopy in the EDX analysis system
from EDAX (Mahwah, NJ, USA) and XL 30 ESEM Philips-Scanning Electron Microscope (FEI Company,
Peabody, MA, USA).
4.2.10. Electrospray Ionisation Mass Spectrometry (ESI-MS)
Samples were prepared for ESI-MS as follows. The isolated chitin scaffold was hydrolyzed in
6M HCl for 24 h at 90 ◦ C. The resulting solution was filtered with a 0.4-micron filter, and the filtrate
was freeze-dried to remove excess HCl. The solid residue was dissolved in water for ESI-MS analysis.
Standard d-glucosamine, used as a control, was purchased from Sigma (Sigma-Aldrich, Taufkirchen,
Germany). All ESI-MS measurements were performed on an Agilent Technologies 6230 TOF LC/MS
spectrometer (Applied Biosystems, Foster City, CA, USA). Nitrogen was used as a nebulizing and
desolvation gas. Graphs were generated using Origin 8.5 for PC.
4.2.11. Sorption Experiments
For the sorption experiments, crude oil (collected using sterile glass bottles from the oilfield
located in Borislav, Ukraine), pig blood (Südost-Fleisch GmbH, Altenburg, Germany) and methylene
blue (Sigma-Aldrich) were used.
4.2.12. Swelling Capacity Measurements
The swelling capacity (water) of isolated 3D chitinous scaffolds was calculated using the following
formula [89]:
m − md
Swelling capacity (%) = S
·100%
md
where, mS is the mass of the swollen sponge chitin and md is the mass of the dry sponge chitin.
5. Conclusions
In this study, the presence of chitin in the skeleton of A. archeri has been proven for the first time.
Furthermore, microwave-assisted demineralization and deproteinization have been established as
new and rapid methods for both chitin and pigment extraction from verongiid demosponges. It has
been demonstrated, beyond a doubt, that the new approaches enable a significant improvement in the
time efficiency of chitin isolation from Verongiida sponges without destruction of the unique fibrous
interconnected structure of the isolated biological material. Furthermore, these mechanically stressed
fibers still have the capacity for saturation with water, methylene blue dye, crude oil, and blood, which
will be crucial for future applications of such naturally prefabricated 3D chitinous centimeter-sized
scaffolds in diverse technological and biomedical fields. As the analysis of the isolated scaffolds has
shown, under the conditions studied here, the microwaves do not deacetylate the chitin to chitosan.
The method proposed in this study both reduced the consumption of the aggressive chemicals as well
as drastically reduced the time of chitin extraction. Therefore, microwave assisted extraction is a viable,
cost efficient, and fast method for the production of chitin scaffolds from marine sources.
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