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Abstract: The effect of Fe addition on the high-temperature mechanical properties of heat-resistant
aluminum alloys produced by selective laser melting (SLM) was investigated in relation to the alloy
microstructures. Fe is generally detrimental to the properties of cast aluminum alloys; however, we
found that Fe-containing alloys produced by SLM had improved high-temperature strength and good
ductility. Microstructural observations revealed that the increase in the high-temperature strength of
the alloys was due to the dispersion of fine rod-shaped Fe-Si-Ni particles unique to the SLM material
instead of the cell-like structure of eutectic Si.
Keywords: aluminum alloys; selective laser melting; high-temperature deformation; microstructure

1. Introduction
Selective laser melting (SLM) is an additive manufacturing method in which three-dimensional
structures are formed by repeated melting and solidification of a metal powder by a laser [1]. SLM has
been applied to various metal materials [2]. From a metallurgical perspective, the biggest advantage
of SLM is that the cooling rate is much faster than that of the conventional casting method [3], and
a characteristic microstructure is formed in the metals and alloys produced by SLM due to rapid
solidification. In many studies, SLM has been applied to cast Al alloys containing 10–12% Si [4–9].
The microstructure of these alloys features a half-cylindrical melt pool [4,6] and a eutectic Si cellular
structure [4–7] formed by quenching solidification due to the repeated laser scanning melting and
solidification. This unique microstructure makes the room-temperature strength of SLM alloys higher
than that of cast Al alloys [10,11] or Al alloys made by powder metallurgy [12]. The improvement of
the room-temperature strength of Al alloys by SLM has been explained by the cellular structure of fine
Si particles [12].
An important mechanical property for engine piston materials that are required to be lightweight
to reduce inertia is high-temperature strength to withstand high pressure from combustion gases, even
for small parts, as well as wear resistance. Heat-resistant cast Al alloys, obtained by adding an element
such as Fe, Ni, Cu, or Mg to an Al–Si alloy near to the eutectic composition, are mainly used as a piston
material in automobile engines. The demand for materials that retain their mechanical properties
at high temperatures (250–350 ◦ C) is increasing owing to the pressure to improve the efficiency and
decrease the emissions of automobile engines. The high-temperature mechanical properties of Al
alloys have been improved by optimizing the number of additional elements [13] or adding various
elements, such as Mn, Ti, Zr, Sc, or Er, to existing heat-resistant Al alloys [14–16].
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Fe is usually present in the Al alloy as an impurity. Fe is detrimental to the properties of cast Al
alloys, but an Fe content of about 1 wt % or less is intentionally added to Al die-cast alloys to suppress
die soldering [17]. If the cooling rate during casting is slow, the addition of Fe causes coarse plate-like
β-Al5FeSi to crystallize, substantially decreasing toughness [18,19]. However, because Fe has a low
diffusion rate in Al, Fe-containing compounds can be used as a dispersion-strengthening phase at high
temperatures. Al alloys produced by pressure sintering of rapidly solidified powders containing large
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An industrial three-dimensional printer (M280, EOS GmbH, Krailling, Germany) was used for
SLM and the details of the manufacturing conditions are summarized in Table 2. Rectangular
parallelepipeds of 10 mm × 10 mm × 40 mm or 80 mm (stacking height × width × length) were
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E=

P
hvw

(1)

where P (J/s) is the laser power, h (m) is the scan line spacing, v (m/s) is the scan rate, and w (m) is the
single-layer thickness of the powder. The energy density is the amount of energy of the irradiation
beam per unit volume applied to the powder material and is an important condition for producing a
sound SLM body. Also, preheating of the substrate was also necessary to suppress destruction of the
SLM body during SLM. The conditions summarized in Table 2 are values found to be optimal from
prior examinations for producing the SLM bodies of the present alloy.
Table 2. Parameters of selective laser melting.
Powder Size

45 µm

Layer thickness
Stacking speed
Stacking height
Laser beam size
Energy density of laser
Preheat temperature

30 µm
approx. 3 mm/h
10 mm
100 µm
7.3 × 1010 J/m3
200 ◦ C

In AlSi-12CuNiMg (AC8A), which was the Base alloy in this work, Cu and Mg are added at 1%,
so T6 treatment causes age hardening. When this alloy is practically applied to piston materials, it is
used after T6 treatment. Therefore, we prepared a T6-treated sample for comparison with conventional
materials. A piston material that is used at a high temperature of about 300 ◦ C for a long time is required
to have a stable microstructure at the temperature used. In addition, the rapidly solidified SLM material
is a highly supersaturated solid solution (SSSS) in the as-built state. Elements are dissolved in the
supersaturation precipitate during high-temperature holding, causing dimensional change of the SLM
body. In the case of engine pistons, this causes serious problems. Therefore, annealing was performed at
300 ◦ C in order to make the strength and dimensional changes less likely to occur when used for a long
time at high temperatures by causing precipitation from an SSSS and growth of precipitates in advance.
Two series of samples with different heat-treatment sequences for the SLM bodies were prepared.
In the first series, the samples were annealed at 300 ◦ C after heat treatment equivalent to T6: 510 ◦ C
for 2 h (water quenching) followed by 170 ◦ C for 4 h (air cooling). In the second series, the samples
were annealed at 300 ◦ C. The annealing details are described later. The first series of samples is called
SLM-T6 and the second is called SLM-annealed. For comparison, two series of mold-cast samples made
from Base alloy and Base + 3Fe alloy powders were prepared and subjected to the same heat-treatment
sequences. The series subjected to T6 heat treatment is called cast-T6, and the series annealed at
300 ◦ C is referred to as cast-annealed. The cast-T6 Base alloy was a sample equivalent to conventional
AlSi-12CuNiMg alloy for practical use. All the samples were annealed at 300 ◦ C for 10 h followed by
air cooling before processing to a tensile test piece. The samples were sliced into flat plates 10 mm ×
1.5 mm × 40 mm in size with the plate surface perpendicular to the stacking direction. Then, plates
were punched into dog-bone-shaped test pieces with a length of 12 mm and a width of 4 mm for the
gauge part. The bending caused by punching was smoothed by grinding. The rough surface of the
as-produced SLM material was removed in the sample processing. To remove strain, the tensile test
pieces were subjected to additional strain-relieving annealing at 300 ◦ C for 2 h. The heat-treatment
history of all the samples is summarized in Figure 2. The grain size of the SLM material after heat
treatment was about 20 µm, regardless of the heat-treatment conditions.
The tensile test was carried out at 300 ◦ C. The test piece was placed in an electric furnace,
and after holding the furnace temperature at 300 ◦ C for about 1 h, the tensile test was started at a
strain rate of 6.9 × 10−3 s−1 . The microstructures were characterized by observing the backscattered
electron (BSE) images obtained by field-emission scanning electron microscopy (SEM; ULTRA 55,
Carl Zeiss, Oberkochen, Germany) and the high-angle annular dark field (HAADF) images obtained
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by scanning transmission electron microscopy (STEM; TITAN Cubed G2, FEI, Waltham, MA, USA).
Element mapping by energy-dispersive X-ray spectroscopy (EDS) using STEM was also performed.
The samples for the SEM observations were finished by colloidal silica polishing. Thin-film samples
2019, 9, observations
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Figure 2. Heat-treatment history of (a) SLM-T6 and cast-T6 and (b) SLM-annealed and cast-annealed.
Figure 2. Heat-treatment history of (a) SLM-T6 and cast-T6 and (b) SLM-annealed and cast-annealed.
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be performed for these materials. When a large amount of Fe is added to cast Al alloys, the coarse
plate-shaped β-Al5 FeSi phase crystallizes out. Pores are formed in the material because the molten
metal cannot fill the region surrounding the coarse plate-shaped particles [29], and the toughness is
degraded. The Fe-containing alloys produced by SLM showed elongation to fracture of at least 20% at
300 ◦ C. Thus, using SLM allowed Fe to be added without impairing toughness. In general, there is
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a trade-off between strength and ductility. However, the SLM-annealed Base + 3Fe and Base + 5Fe
alloys had high strength and ductility. That is, a material which has a good strength-ductility balance
can be produced by using SLM. Similar results have been reported in previous studies and have been
Metals 2019, 9, x FOR PEER REVIEW
5 of 9
explained by the microstructure specific to SLM [11,30].
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alloy were Cu-Ni particles. Based on the EDS element map, the Fe-Si-Ni particles in the SLM-annealed
Base + 3Fe alloy were characteristic rod-shaped particles with a width of 100 nm or less and a length of
several hundred nanometers. Based on the shape of the particles, the bright rod-shaped particles in the
Metals 2019,
9, x FORof
PEER
6 of 9
SEM-BSE
images
theREVIEW
Fe-containing alloys corresponded to these Fe-Si-Ni particles.
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were about 40% lower than the corresponding SLM-annealed alloys. The T6 treatment coarsened the
Si and Fe-Si-Ni particles in the Fe-containing alloys. Because the high-temperature strength did not
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formed cells together with Si particles. In future research, we intend to examine the effects of cellular
particle distribution and cellular morphology on high-temperature strength.
Using SLM with the Base alloy did not dramatically increase the high-temperature strength;
however, the Base + 3Fe and Base + 5Fe alloys were strengthened by SLM because of the addition of
Fe. The microstructures of these alloys were observed to reveal the reason for the remarkable
strengthening by Fe addition. Figure 4 shows the SEM-BSE images of alloys prepared by casting and
SLM. In Figure 4, it should be noted that the cast and SLM materials have different scales. In the castannealed Base alloy, coarse particles of Chinese script shape or rod shape were observed. These
particles were further coarsened by T6 treatment. In the SLM-annealed materials, second-phase
particle cells were observed. In the Base alloy, there was a small amount of bright equiaxed particles,
whereas in the Fe-containing alloys, there was a large amount of bright rod-shaped particles. In the
SLM-T6 materials, both bright equiaxed particles and bright rod-shaped particles were coarsened
and no cellular structure was observed.
Figure 5 shows the STEM-EDS mapping of the constituent elements of the second-phase
particles in the SLM-annealed Base and Base + 3Fe alloys. In the SLM-annealed Base alloy, Si, Mg,
and Cu-Ni particles formed a cellular structure. In the SLM-annealed Base + 3Fe alloy, in addition to
these particles, there were many rod-shaped particles consisting mainly of Fe, Si, and Ni. In the EDS
element map, particles only enriched with Si were eutectic Si. Eutectic Si is present in cells formed in
the Al-Si binary alloy produced by additive manufacturing [4–7]. In the SEM-BSE images (Figure 4),
the particles that were slightly brighter than the Al matrix corresponded to eutectic Si. The Si particles
in the SLM-annealed materials were about 200 nm in size, whereas the particles were coarsened to
several micrometers in the SLM-T6 materials. The bright, equiaxed particles in the SEM-BSE images
of the Base alloy were Cu-Ni particles. Based on the EDS element map, the Fe-Si-Ni particles in the
SLM-annealed Base + 3Fe alloy were characteristic rod-shaped particles with a width of 100 nm or
less and a length of several hundred nanometers. Based on the shape of the particles, the bright rodshaped particles in the SEM-BSE images of the Fe-containing alloys corresponded to these Fe-Si-Ni
particles.
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Therefore, in contrast to the room-temperature strength [12], the cell structure of the Si particles did
• The Base alloy produced by SLM had superior ductility, although the tensile strength at 300 °C
was similar to those manufactured by casting.
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The Fe-Si-Ni particles in the Base + 3Fe alloy were finer than those in the Base + 5Fe alloy. Similar
to the Si particles, the rod-shaped Fe-Si-Ni particles were coarsened by T6 treatment. T6 treatment
coarsened the Si particles and destroyed the cellular structure of Si characteristic of the SLM materials.
However, as shown in Figure 3, the UTS at 300 ◦ C of the SLM-annealed Base alloy and SLM-T6 Base
alloy were 77 and 69 MPa, respectively, which were not significantly different. Therefore, in contrast to
the room-temperature strength [12], the cell structure of the Si particles did not contribute to an increase
in high-temperature strength. This is also clear from that the UTS of the Base alloys produced by SLM
and casting were almost the same in annealed condition. The ductility of the SLM-T6 Base alloy was
improved compared with the cast Base alloys, though both alloys contained coarse Si particles. The Si
particles in the SLM material that exhibited good ductility had an equiaxed shape, whereas those of
the cast material had a Chinese script shape or rod shape. Therefore, it is considered that the equiaxial
shape of the Si particles contributed to the improvement of the ductility of the SLM material.
In contrast to the Base alloy, the UTSs of the SLM-T6 Base + 3Fe and Base + 5Fe alloys at 300 ◦ C
were about 40% lower than the corresponding SLM-annealed alloys. The T6 treatment coarsened the
Si and Fe-Si-Ni particles in the Fe-containing alloys. Because the high-temperature strength did not
increase only with the fine cellular Si particles, we concluded that the fine dispersion of rod-shaped
Fe-Si-Ni particles was the main reason that the SLM-annealed Base + 3Fe and Base + 5Fe alloys had
excellent high-temperature strength. These fine particles were present even after annealing at 300 ◦ C for
12 h; thus, they were stable at temperatures up to 300 ◦ C and were useful for dispersion strengthening
at high temperatures. In the annealed material, the rod-shaped Fe-Si-Ni particles formed cells together
with Si particles. In future research, we intend to examine the effects of cellular particle distribution
and cellular morphology on high-temperature strength.
4. Conclusions
•
•

•
•

The Base alloy produced by SLM had superior ductility, although the tensile strength at 300 ◦ C
was similar to those manufactured by casting.
The Base alloy manufactured by SLM had a fine cell structure of Si formed by the rapid solidification
unique to this method. Although this microstructure did not increase the high-temperature
strength of the material, it contributed to improving the ductility.
Applying T6 treatment, which is commonly used for cast alloys, to the Base alloy produced by
SLM destroyed the fine Si cell structure.
The Fe-containing alloys produced by SLM showed better high-temperature strength while
maintaining good ductility. This was caused by Fe being dispersed as fine Fe-Si-Ni particles due
to the quenching solidification unique to SLM.
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