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Abstract: The electrical conductivity of dry sintered olivine aggregates with various contents of
magnetite (0, 3, 5, 7, 10, 20, and 100 vol. %) was measured at temperatures of 873–1273 K and a
pressure of 2.0 GPa within a frequency range of 0.1–106 Hz. The changes of the electrical conductivity
of the samples with temperature followed an Arrhenius relation. The electrical conductivity of
the sintered olivine aggregates increased as the magnetite-bearing content increased, and the
activation enthalpy decreased, accordingly. When the content of interconnected magnetite was
higher than the percolation threshold (~5 vol. %), the electrical conductivity of the samples was
markedly enhanced. As the pressure increased from 1.0 to 3.0 GPa, the electrical conductivity of
the magnetite-free olivine aggregates decreased, whereas the electrical conductivity of the 5 vol. %
magnetite-bearing sample increased. Furthermore, the activation energy and activation volume of
the 5 vol. % magnetite-bearing sintered olivine aggregates at atmospheric pressure were calculated
to be 0.16 ± 0.04 eV and −1.50 ± 0.04 cm3 /mole respectively. Due to the high value of percolation
threshold (~5 vol. %) in the magnetite impurity sample, our present results suggest that regional
high conductivity anomalies in the deep Earth’s interior cannot be explained by the presence of the
interconnected magnetite-bearing olivine aggregates.
Keywords: electrical conductivity; magnetite; olivine aggregates; percolation threshold; high
temperature and high pressure

1. Introduction
To explain the anomalous high conductivity in geophysical field observations of magnetotelluric
and geomagnetic deep sounding data, many in situ laboratory-based high-pressure conductivity
studies have been reported for relevant minerals and rocks in recent decades. Some potential
explanations for high conductivity anomalies in the deep interior of the Earth and other planets
have been proposed such as the hydrogen-bearing of nominally anhydrous minerals [1,2], dehydration
of minerals [3,4], partial melting [5,6], dehydrogenation of minerals [7], anisotropy [8], and the presence
of an interconnected high conductivity impurity phase [9].
In most available mineralogical models, olivine occupies a volume percentage in the range
of 50–60% of the upper mantle. Many high-pressure experimental studies on the presence of
interconnected high conductivity impurity phases have suggested that impurities such as ferrous
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sulfide (FeS), graphite, and magnetite, can enhance the electrical conductivity of olivine at high
temperatures and high pressures. [9–13]. Usually, these high conductivity impurity phases are
widely distributed at grain boundaries, corners, and edges of polycrystalline olivine aggregates.
Yoshino et al. [9] studied the electrical conductivities of FeS-bearing olivine with contents of 0, 3, 6,
and 13 vol. % over a wide temperature range from 298 to 1673 K, at 3.0 GPa using a multi-anvil
high-pressure apparatus. The magnitude of the percolation threshold in the molten iron–sulfur
compounds in solid olivine was close to ~5 vol. %. Subsequently, Watson et al. [10] used piston
cylinder high-pressure equipment to determine the grain interior and grain boundary electrical
conductivities of polycrystalline San Carlos olivine with carbon-bearing and FeS-bearing impurities at
1.0 GPa and 623–1473 K. They found that impurity materials at the sample grain boundaries, corners,
and edges, were present at a relatively low weight percentage of 0.1 wt. % (~0.16 vol. %) carbon,
and a volume percentage of 1 vol. % (~1.4 wt. %) sulfide. These impurities increased the electrical
conductivity of polycrystalline olivine by several orders of magnitude. Wang et al. [11] measured
electrical conductivities of magnesite-bearing and graphite-bearing olivine aggregates at 1173–1673 K
and 4 GPa using the multi-anvil high-pressure apparatus. The authors found that a ~1 wt. % (or higher)
concentration percolation threshold for olivine aggregates might result in some of the observed high
conductivity regions in the deep Earth’s interior. Recently, Zhang and Pommier [12] investigated the
electrical conductivity of layered metal-bearing polycrystalline olivine aggregates with different ratios
of metallic compositions (e.g., Fe, FeS, FeSi2 , and Fe–Ni–S–Si) at 5.0–6.0 GPa and temperatures up to
1948 K. They discussed the electrical conductivity anomalies of the core–mantle boundary and the
outermost core of Mercury in detail. For magnetite-bearing impurities, there has been only one report
on the electrical conductivity of a sintered solid solution of fayalite and magnetite (Fe3−δ Siδ O4 , where
δ = 0, 0.052, 0.085, 0.107, 0.169, and 0.288) by Yamanaka et al. [13] over an ultralow temperature range
of 80–300 K, at atmospheric pressure, and under dry He gas flow conditions. They identified a mixed
conduction mechanism based on both small polaron hopping and silicon vacancies at octahedral
site operating in a Fe3−δ Siδ O4 solid solution of olivine. Previous mineralogical, petrological, and
geochemical studies have shown that magnetite, with an inverse spinel structure, is intergrown with
or exsolved from olivine in a variety of geotectonic environments [14,15]. As a representative high
conductive impurity phase for magnetite, there is no any related data to be reported for the influence
of magnetite content on the electrical conductivity of olivine to date.
In this work, we examine the electrical conductivities of dry magnetite-free and 5 vol. %
magnetite-bearing olivine aggregates over the temperature range of 873–1273 K and pressures of 1.0–3.0 GPa,
and with various magnetite volume percentages of 3, 5, 7, 10, 20, and 100 at 2.0 GPa. We discuss the
influences of temperature, pressure, and the ratio of magnetite on the electrical conductivity of the
samples. The percolation threshold in the magnetite-bearing sample has also been determined.
2. Experimental Procedures
2.1. Sample Preparation and Characterization
The natural gel-class olivine single crystals used in this study were gathered from nodular
inclusions occurring in the alkali-rich basaltic region of the Xiaomaping area, Zhangjiakou City, Hebei
Province, China. First, the raw samples were ultrasonically cleaned with pure water, acetone, and
ethanol in turn. The samples were kept in a muffle furnace at 473 K for 24 h to remove absorbed
water. Then, the olivine single crystal grains were crushed and ground into powdered samples with
grain sizes of <20 µm for 5 h in the agate mortar. The raw powder of magnetite with grain sizes of
<20 µm (99.99%; Aladdin, Shanghai, China). The mixture of powdered olivine with various volume
percentages of magnetite (0, 3, 5, 7, 10, 20, and 100) was homogenously mixed in the agate mortar for
2 h, hot-pressed and sintered in YJ-3000t multi-anvil high-pressure apparatus. Powder mixtures of
reagent grade magnetite and well-characterized olivine were hot-pressed at 873 K and 1.0 GPa for
6 h. To avoid water absorption from the sample assembly during the high-pressure synthetic process,

Minerals 2019, 9, 44

3 of 14

double layers with a 0.1-mm thick copper sheet and a 0.025-mm nickel foil were adopted to completely
seal the sample. A detailed sample preparation procedure for olivine aggregates has been previously
described by Sun et al. [16].
The presence of small amounts of water in nominally anhydrous minerals has a considerable
influence on the electrical conductivity of single crystal olivine and polycrystalline olivine aggregates
at high temperature and high pressure [2,17,18]. To precisely determine the water content for the
hot-pressed sintered olivine aggregates, we conducted the Fourier transform infrared (FTIR) analysis
in the Key Laboratory of High-temperature and High-pressure Study of the Earth’s Interior, Institute of
Geochemistry, Chinese Academy of Sciences, Guiyang, China. The water contents of the samples before
and after conductivity measurements were measured using a Fourier transform vacuum infrared
spectrometer (Vertex-70V, Hyperion-1000 infrared microscope). Samples for IR analysis were cut
and polished to a thickness of less than 150 µm. Each IR absorption measurement was conducted
with unpolarized radiation from a mid-IR light source, a mercury-cadmium-telluride detector with a
100 × 100 µm aperture, and a CaF2 beam splitter. At least five spectra were obtained for each mineral
from different areas of the surface and averaged to reduce the effects of the heterogeneous water
distribution. Each spectrum was collected based on the total absorbance of OH groups between
wavenumbers of 3000–3800 cm−1 with 512 scans accumulated for each sample. On the basis of the
typical hydrogen-related defect band in the range of 3000–3750 cm−1 , the water content in the sample
was determined using an equation proposed by Paterson [19],
COH =

Bi
150ξ

Z

K (ν)
dν
(3780 − ν)

(1)

where COH is the molar concentration of the OH group (H/106 Si), Bi is the density factor (43,900 cm
H/106 Silicon), ξ is the orientation factor of polycrystalline sample (1/3), and K(ν) is the absorption
coefficient in cm−1 at the wavenumber ν (cm−1 ). The integration was conducted over the range of
3000–3750 cm−1 .
To identify the phase structure and distribution of the magnetite-bearing olivine aggregates,
the microstructure was investigated based on optical microscope and scanning electron microscopy
(JSM-7800F) observations performed at the State Key Laboratory of Ore Deposit Geochemistry in the
Institute of Geochemistry, Chinese Academy of Sciences, Guiyang, China.
2.2. High-Pressure Cell and Impedance Measurements
The in situ impedance spectroscopy measurements on the olivine aggregates at high pressure were
conducted with the use of a Solartron-1260 impedance/gain-phase analyzer (Schlumberger, Houston,
TX, USA) and a YJ-3000t multi-anvil apparatus. The measurement principles and experimental
procedures have been previously reported by Dai et al. [20] and Hu et al. [21] in detail.
A detailed schematic diagram of the high-pressure cell used for electrical conductivity
measurements, is illustrated in Figure 1. The YJ-3000t multi-anvil press was selected to generate
the high-pressure environment, which was loaded by six symmetric cubic tungsten carbide anvils,
each having a square edge length of 23.4 mm2 . Before electrical conductivity measurements, all parts
including the pressure medium of pyrophyllite, MgO, and Al2 O3 insulation tubes were baked at 1173 K
for 12 h in a muffle furnace. The cylindrical olivine aggregates sample with a diameter of 6.0 mm and
a height of 6.0 mm was installed between the two symmetric disc-shaped metallic nickel electrodes
(each electrode was 6.0 mm in diameter and 0.5 mm thickness), which were surrounded by the MgO
tubes and the Al2 O3 insulation sleeves. The heater was composed of three-layer stainless steel sheets
with a total thickness of ~0.5 mm. A Faraday shielding case consisting of a 0.025-mm metallic nickel
foil was placed between the MgO tubes and the Al2 O3 insulation sleeves, which was directly linked
to the Earth line (NiAl earth line) to decrease signal interference during the impedance spectroscopy
measurements. Temperatures with errors of ±5 K were measured using a NiCr–NiAl thermocouple.
The pressure error was ±0.1 GPa.
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Table 1. Fitted parameters of the Arrhenius relation for the electrical conductivity of the magnetite-free
and magnetite-bearing olivine aggregates at 1.0–3.0 GPa and 873–1273 K.
Run No.

P (GPa)

ϕmgt (vol. %) a

Log σ 0

∆H (eV)

γ2 (b)

DL1807
DL1816
DL1820
DL1824
DL1826
DL1829
DL1831
DL1832
DL1836

2.0
2.0
1.0
2.0
3.0
2.0
2.0
2.0
2.0

0
3
5
5
5
7
10
20
100

1.27 ± 0.03
0.28 ± 0.03
0.44 ± 0.02
0.49 ± 0.02
0.56 ± 0.01
1.97 ± 0.01
1.72 ± 0.03
2.40 ± 0.02
2.47 ± 0.02

1.27 ± 0.01
0.21 ± 0.02
0.14 ± 0.02
0.13 ± 0.01
0.11 ± 0.01
0.20 ± 0.02
0.15 ± 0.01
0.06 ± 0.01
0.02 ± 0.01

99.76
96.92
98.49
99.21
99.36
99.41
97.94
98.92
96.21

Note: a, ϕmgt stands for the volume fraction of magnetite in the olivine aggregates sample, b stands for the degree
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Log σ0of 5 vol.ΔH
γ2 (b)
Run
No.
aggregates increased, and the logarithm of the pre-exponential factor (Log σ0 ) also increased from
DL1807
± 0.03 (∆H)1.27
± 0.01 slightly
99.76
0.44 to 0.56
(see Table 1). 2.0
Accordingly, the0 activation1.27
enthalpy
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from 0.14 to
0.11 eV. DL1816
In comparison, a 2.0
relatively large 3activation enthalpy
value
of
1.27
eV
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for the
0.28 ± 0.03
0.21 ± 0.02
96.92
anhydrous magnetite-free olivine aggregates at 2.0 GPa, which is in good agreement with previous
DL1820
± 0.02olivine0.14
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98.49
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0.11 ± 0.01
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olivine aggregates
and ours.
energy and
activation 99.41
volume of the
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2.0 Furthermore,
7 the activation
1.97 ± 0.01
0.20the
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2.0
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were calculated
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± 0.04 cm
respectively.
A linear
relationship
between
Log
σ
and
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reciprocal
temperature
at
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2.0
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Figures 6 and 7. We attribute the positive dependence of the electrical conductivity on the pressure
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Note: a, ϕmgt stands for the volume fraction of magnetite in the olivine aggregates sample, b stands for the degree
of linear correlation in the fitted Arrhenius relation.
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of the samples to more effective formation and migration of defects in small polaron conduction
mechanism at higher pressure. In addition, the obtained negative value of the activation volume for the
magnetite-bearing sample (∆V = −1.50 ± 0.04 cm3 /mole) is similar to previously obtained results for
some other representative anhydrous iron-containing silicate minerals and rocks in the Earth’s mantle
and subduction zone at high temperature and high pressure, e.g. hot-pressed sintered polycrystalline
olivine aggregates, natural eclogite, silicate perovskite and magnesiowüstite, as reported by Dai et al.,
Dobson, Goddat et al. and Xu et al. [22,27–30].
4.2. Influence of Magnetite Volume Fraction on Electrical Conductivity
Figure 7 shows the relationship between the electrical conductivity and the ratio of the various
magnetite-bearing samples at 2.0 GPa and 873–1273 K. The dependence of the activation enthalpy on
the volume fraction of magnetite is shown in detail in Figure 8. As the magnetite fraction increases
from 3 to 100 vol. %, the electrical conductivity of the olivine aggregates increased, and the logarithmic
pre-exponential factor increased from 0.28 to 2.47, whereas the activation enthalpy tended to decrease
Minerals
2018,
8, x FOR
10 of 15
from
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To further assess the influence of the individual volume fraction of magnetite on the electrical
conductivity of olivine aggregates, we examined the electrical conductivities under two experimental
boundary temperature conditions (873 K and 1273 K) at 2.0 GPa, as shown in Figure 9. The electrical
conductivity of the olivine aggregates clearly increased by at least four orders of magnitude at 873 K
and two orders of magnitude at 1273 K when the magnetite volume fraction was varied from 0 to
5 vol. %. The effect of magnetite on the electrical conductivity showed a phenomenon of percolation
threshold, which can be used to describe the formation of interconnected characteristics in the high
conductive impurity at high-temperature and high-pressure conditions [9–12]. If the concentration
of high conductive impurities into the olivine aggregates is enough, a fully interconnected high
conductive pathway is formed in the sample resulting in a step increase of the electrical conductivity
several orders of magnitude. In this case, the corresponding concentration of the impurity material
at the electrical conductivity jump is denoted as the percolation threshold value. Our electrical
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conductivity results, displayed in Figure 9 show that the 5% volume fraction of magnetite is the
percolation threshold value in the olivine aggregates at 2 GPa. In addition, the 5% volume fraction of
Figurealso
8. Dependence
the activation enthalpy
(ΔH) onby
thethe
volume
faction of magnetite
in olivine
magnetite
exhibited anofinterconnected
characteristics
above-mentioned
the microstructural
aggregates
at
2.0
GPa
and
873–1173
K.
observations from the optical microscope and scanning electron microscopy, as shown in Figure 3.
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4.3. Conduction Mechanism
4.3. Conduction Mechanism
The electrical conductivity of the silicate mineral and rock can be described as the total contribution
The electrical conductivity of the silicate mineral and rock can be described as the total
from each individual charge carrier (or defect) species as follows,
contribution from each individual charge carrier (or defect) species as follows,
σ=

∑ qj nj µj

(3)

j

where qj is the effective charge (q = ze), nj is the concentration of point defects for the j-th type of
charge carrier, and µj is the mobility (µj = ν/E, where ν is the drift velocity of the particle and E is the
applied electric field). Each corresponding conduction mechanism depends on the activation enthalpy
of the charge-carrier mobility, which can be distinguished from the different activation enthalpies in
the designated temperature range of the Arrhenius relation diagram. Considering our new results for
magnetite-free and magnetite-bearing olivine aggregates, the Arrhenius relation was found between
the electrical conductivity and temperature; thus, it is possible that only one individual conduction
mechanism is active at conditions of 873–1273 K and 1.0–3.0 GPa.
Previous available results have confirmed that there are three main conduction mechanisms
operating in olivine aggregates at high temperature and high pressure (i.e., hydrogen-related defects,
small polaron and ionic conduction) [31,32]. The conduction mechanism of hydrogen-related
defects occurs owing to small amounts of hydrogen in the nominally anhydrous olivine and its
high-pressure polymorph, which is characterized by a relatively low activation enthalpy (<1.0 eV) and
a negative exponential dependence of the electrical conductivity on the oxygen fugacity (−0.060) [26,33].
The electrical transport process can be described by the ionization reaction,
×
(2H)M

0
HM
+ H•

(4)
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×
0
where (2H)M
denotes two protons in the crystalline lattice at M-site, HM
denotes a proton trapped at an
•
M-site vacancy, H denotes a free proton and M is the iron or magnesium ion of ferromagnesian silicate
mineral. Although the presently obtained values of 0.02–0.21 eV for the activation enthalpies of the
magnetite-bearing samples are close to those of single-crystal, polycrystalline, and hot-pressed sintered
hydrous olivines [2,24,25,34], the conduction mechanism of the hydrogen-related defects is not possible
in our case because the olivine aggregates are anhydrous, as confirmed by the FTIR spectroscopy
results (Figure 2). Magnesium and oxygen vacancy ionic conduction is one of the main conduction
mechanisms in fayalite-rich and forsterite-rich olivines at experimental temperatures higher than
1473 K [32,35,36]. As pointed out by Yoshino et al. [32], the ionic conduction in olivine aggregates is
characterized by a positive value on the order from several to several tens of cm3 /mole, a relatively
high activation energy (>1.8 eV), and a negative pressure dependence of the electrical conductivity
at high pressure. Therefore, we conclude that our electrical conductivity data for magnetite-bearing
olivine aggregates does not include significant contributions from the hydrogen-related defects or
ionic conduction mechanisms.
The small polaron is a primary candidate for electrical conduction mechanism and our obtained
results also suggest this mechanism operates in the magnetite-bearing olivine aggregates, which
includes a negative activation volume (−1.50 cm3 /mole), a low activation enthalpy (0.06–0.21 eV),
and a positive dependence of the electrical conductivity on pressure. The hopping of small polaron
between ferrous and ferric iron is thought to occur by the point defect reaction [30,35,36],
×
FeMg

•
FeMg
+e

(5)

×
•
where FeMg
and FeMg
are divalent and trivalent iron ions at the site of magnesium ions in the lattice,
•
respectively. The main charge carrier is the small polaron, i.e., FeMg
(Fe3+ at Mg site), which contributes
×
•
to conduction by hopping of the electron (e) between FeMg and FeMg . Many high-pressure experimental
reports have confirmed the small polaron as the main conduction mechanism for the endmember of
magnetite-free olivine aggregates [18,22,23,30,35,36]. In addition, another endmember of magnetite
with an inverse spinel structure is also well known for its electronic hopping between ferrous and
ferric iron octahedral sites at a pressure range of 0–20 GPa [37]. According to the P–T phase diagram
for magnetite reported by Schollenbruch et al. [38], magnetite is always stable as a spinel-structured
phase at conditions of 1.0–3.0 GPa and 873–1273 K. Thus, we conclude that the small polaron is the
main electrical conduction mechanism for dry sintered olivine aggregates with various contents of
magnetite (0, 3, 5, 7, 10, 20, and 100 vol. %). Yamanaka et al. [13] reported the formation of a solid
solution between fayalite and magnetite, and found that the mixed conduction mechanism of small
polaron hopping and silicon vacancies at octahedral sites can operate in the Fe3−δ Siδ O4 solid solution
of olivine, which is consistent with our present results.

5. Implications
The experimental results of this study show that the electrical conductivity of olivine aggregates
increases as the volume fraction of magnetite increases, and at 2.0 GPa, the interconnected magnetite
percolation threshold has a particularly high electrical conductivity value at a relatively low ~5%
volume fraction. Previous mineralogical, petrological, and geochemical evidences have shown that the
magnetite with an inverse spinel structure was intergrown with or exsolved from olivine in a variety of
geotectonic environments, such as the Dabie–Sulu ultrahigh-pressure metamorphic belt and Luobusha
of Southern Tibet [14,15]. In most cases, the available volume fraction percentage of magnetite lamellae
in natural olivine was not more than 1.5 vol. % from the crust–mantle origin [14,15,39,40]. Although
some regional clustering effects might result in a heterogeneous distribution of magnetite, the present
measurement technique of long-period field magnetotelluric observation is difficult to survey the
regional clustering phenomenon of magnetite. Therefore, the considerable increase in the electrical
conductivity of the 5 vol. % interconnected magnetite-bearing olivine aggregates cannot explain
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the high electrical conductivity anomalies in magnetotelluric and electromagnetic observation data
(10−2 –10−1 S/m) of the stable continental crust and asthenosphere of the Earth’s upper mantle [41–44].
Another potentially related high conductivity anomaly zone at depths beyond 70 km exists at the
slab–mantle wedge interface in the subduction zone [3,45–48]. The serpentinization of peridotite
might be one candidate to explain the high electrical conductivity and the low-velocity seismic wave
anomalies with a high Poisson’s ratio in this region of the mantle wedge. Kawano et al. [49] reported
on the electrical conductivities of serpentinite with various amounts of magnetite (5,10,20,30, and
50 vol. %) during shear deformation process and confirmed that at least a 25 vol. % magnetite was
required to achieve interconnection of magnetite in serpentinite at 1.0 GPa and 750 K. Clearly, this
value cannot correspond to the conditions of a really regional geotectonic environment, which is
impossible to contain such high volume factions of magnetite at that depth range of the slab–mantle
wedge interface of the subduction zone. In consideration of the crystal structure and its phase stability
in the solid solution of spinel (or spinelloid)-structured minerals and the high-pressure polymorphs
of olivine (such as wadsleyite and ringwoodite) [50–53], further research is required under higher
temperature and pressure conditions to explore the influence of the magnetite fraction on the electrical
conductivity of the minerals and rocks of the mantle transition zone in the future. In summary, the
presence of an interconnected high conductivity impurity phase in olivine aggregates with the 5%
volume fraction of magnetite is unlikely to account for the high conductivity anomaly in the deep
Earth’s interior. Other mechanisms are necessary to explain this phenomenon, such as water-bearing
(or brine-bearing) fluid, dehydration (or dehydrogenation) of mineral, partial melting or hydrogen of
nominally anhydrous minerals.
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